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ctive oxidation of veratryl alcohol
to veratraldehyde using pure and Mg-doped
copper chromite catalysts

S. Jagadeesan,a V. Prathipa,b C. Ragupathi,c G. Ramalingam,d S. Narayanan,c

P. Tamizhdurai, *e A. Rajendran,f Krishna Kumar Yadav, gh Ghadah Shukri Albakri,i

Mohamed Abbasj and Maha Awjan Alreshidik

Mg-doped copper chromite (CuCr2O4) nanocomposites were synthesised through conventional

technique. The pure and doped CuCr2−xMgx O4 (x = 0.00–0.1, 0.2 and 0.3%) nanocomposites were

characterized in terms of their morphology, crystal structure, surface area and catalytic performance.

The chemical composition of CuCr2−xMgx O4 was confirmed via FT-IR. The formation of pure and

doped catalysts was validated by XRD results. TEM/SEM confirmed the formation of CuCr2−xMgxO4

nanoparticles. Mg-doped samples possess a high specific surface area compared to pure CuCr2O4.

Thus, the effects of temperature, solvent, time, oxidant and the amount of catalyst on the oxidation of

veratryl alcohol were reported. Furthermore, detailed mechanisms of the catalytic oxidation of

veratryl alcohol as well as the reusability and stability of the nanomaterial were investigated. The

resulting composites were shown to be effective heterogeneous catalysts for the oxidation of veratryl

alcohol.
1. Introduction

In the eld of heterogeneous catalysis, sunlight-activated
materials are necessary. Because nanotechnology enables
control over their size and morphology, there is a correlation
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between their increased efficiency and these developments. In
the eld of catalysis, ternary metal oxides with a spinel struc-
ture (AB2O4) have demonstrated exceptional properties. Thus,
metal oxides were located around the octahedral (B site) and
tetrahedral (A site) positions, and the quantities, type of oxides
and the location of metal cations in the crystalline structure
signicantly affect the chemical–physical properties of chro-
mite materials.1,2 At present, chromite materials with spinel
structures are present with a face-centered lattice with the
space group Fd3m, whereas Cr3+ cations are in octahedral
positions and Cu2+ cations occupy tetrahedral positions.3

Chromium-based catalysts exhibit good resistance to atmo-
spheric effects, high thermal stability, optical properties,
resistance to chemical corrosion, photocatalysis, catalysis etc.
Beyond that, it is interesting to see numerous applications for
ceramic materials.4 The doping of divalent Mg2+ metal ions is
primarily incorporated into A-site cations in the synthesized
copper chromite materials. The stoichiometry of chemical
compositions and the controlled crystallite size of chromite
materials prepared via the chemical method were found to be
extremely favorable for achieving good-quality products.5

Copper chromates were synthesized using various methods,
such as sol–gel, ceramic,6 microwave and co-precipitation
techniques.7 New chemical methods, such as hydrothermal,
sol–gel/citrate,8 conventional (low-temperature method), and
low-temperature solution synthesis methods, were also
developed.9
RSC Adv., 2024, 14, 18093–18102 | 18093
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Table 1 Sample code and sample composition with their
abbreviations

Sample code Sample composition

a CuCr2O4

b Mg (0.1%) CuCr2O4

c Mg (0.2%) CuCr2O4

d Mg (0.3%) CuCr2O4

RSC Advances Paper

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

5 
Ju

ne
 2

02
4.

 D
ow

nl
oa

de
d 

on
 1

0/
16

/2
02

5 
2:

02
:4

9 
PM

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online
Mg2+ doped chromite based catalysts were used in the
selective oxidation reaction. Also, chromite based materials
were more useful in industrial and technological applica-
tions.10 Selective oxidation of veratryl alcohol to carbonyl
compounds (aldehyde to acid) is highly challenging.11 Selective
oxidation of veratryl alcohol is employed to produce several
industrially valuable chemicals, such as those associated with
the food and fragrance industries; veratraldehyde is a highly
valued chemical that is derived from crude oil and via the
methylation of vanillin. It is interesting to note that the
industry that utilizes veratraldehyde spends as much as 100
times more on bio-based veratraldehyde than on crude oil-
based veratraldehyde.12–14 Herein, we synthesized citrate
CuCr2O4 and Mg-doped CuCr2O4 via a conventional combus-
tion route, followed by their morphological and structural
characterisation. The chemical–physical properties of the
catalysts are characterised using multiple techniques. The
resulting composites were shown to be effective heterogeneous
catalysts for the oxidation of veratryl alcohol.
Fig. 1 X-ray diffraction pattern of (a) CuCr2O4 and (b–d) Mg-doped
CuCr2O4.
2. Experimental

At present, (CuCr2O4) copper chromite spinel oxides were (ow
chart 1) prepared via the conventional combustion route. The
following chemicals, such as citric acid C6H8O7 (used as fuel),
chromium nitrate Cr (NO3)3$9H2O, copper nitrate Cu
(NO3)2$6H2O and magnesium nitrate Mg (NO3)2$6H2O were
used without purication. First stage (I): chromium nitrate 1 M
solution and copper nitrate 0.5 M solution were prepared
separately in 25 mL (DI) deionized water. Second stage (II): Cr
and Cu solutions were mixed and stirred continuously for 1 h to
obtain a homogenous solution. Third stage (III): An aqueous
solution of 5 M citric acid was prepared in DI water, and the
citrate to nitrate ratio was xed at one. Then, the obtained
solution (citrate) is dropped into the nitrate solution under
continuous stirring, and the homogeneous solution is neutral-
ized with the addition of ammonium hydroxide (NH4OH).
Following this, different amounts (0.1%, 0.2%, and 0.3%) of
magnesium nitrate hexahydrate (0.3 M) were introduced into
the aforementioned solution. Fourth stage (IV): the overall
homogenous solution was evaporated using a heating system; it
was kept on a hot plate at 100 °C with intensive stirring for
about 1–2 hours. Thus, a highly viscous gel was obtained. Fih
18094 | RSC Adv., 2024, 14, 18093–18102
stage (V): the extremely viscous gel was then transferred to
a muffle furnace, where self-ignition was initiated at an exper-
imental temperature of 400 °C/5 hours. The samples (Table 1) of
the (0.0) undoped CuCr2O4 and (0.1 to 0.3) from Mg-doped
CuCr2O4 were labelled (a) and (b) to (d).
2.1. Instrumental

X-ray diffraction analysis was carried out using a Rigaku DMAX-
3A powder diffractometer with CuKa radiation at a wavelength
of 1.54 Å to investigate the crystalline phase and the various
structural parameters of the prepared samples. These patterns
of XRD were scanned in a 2q range of 20° to 80° with a scanning
step size of 0.05°. The morphology was characterized via eld-
emission scanning electron microscopy (FESEM) (SEM,
QUANTA FEG 250, USA) and transmission electron microscopy
(TEM). The specic surface areas (BET) of the products were
tested using a Micromeritics ASAP 2020 apparatus. Fourier-
transform infrared (FTIR) spectra were recorded using
a thermo scientic Nicolet iS10 instrument in an in situ Harrick
IR cell.
2.2. Catalytic test

Catalytic oxidation of alcohol was carried out on a batch reactor
functioning under atmospheric conditions. 10 mmol of
(CH3CN, DMF and CHCl3), 10 mmol of veratryl alcohol (at
a molar ratio of H2O2/alcohol of 1 : 1), and 10 mmol of oxidant
(TBHP/H2O2) was added along with 0.1 to 0.3 g of the pure and
Mg-doped copper chromites, and the llings were heated to
100 °C at different reaction times for 12 h at altered time
intervals in a three-necked round bottom ask equipped with
a reux condenser and the thermometer.
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Table 2 Crystallite size, lattice parameters and lattice strain of copper
chromite and Mg-doped copper chromates

Samples
Crystallite
size (nm)

Lattice parameters

Straina = b (Å) c (Å)

a 43.12 5.9832 3.9810 3.234
b 38.45 5.9833 3.9811 3.091
c 31.45 5.9835 3.9833 2.981
d 29.98 5.9837 3.9835 2.567
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From these values, the overall conversion of the reactant
veratryl alcohol and the selectivity of the product (3) was
estimated.

Conversion ð%Þ ¼ Vveratrylalcohol � Vveratraldehyde

Vveratrylalcohol

� 100

Selectivity ð%Þ ¼ Vveratraldehyde

Consumedveratrylalcohol

� 100;

Yield ¼ moles product produced

moles paraffin charged
� 100%

3. Results and discussion
3.1. XRD pattern of the Mg-doped CuCr2O4 nanocomposites

The XRD measurements were performed to determine the
effectiveness of the production on the pure and Mg-doped
CuCr2O4. As shown in Fig. 1, the obtained XRD peaks are
indexed as undoped and Mg-CuCr2O4 with a cubic structure
formation. As conrmed by a standard card (JCPDS No. 34-
© 2024 The Author(s). Published by the Royal Society of Chemistry
0424), these XRD peaks conform to undoped and Mg-CuCr2O4,
matching well with the standard. As the amount of Mg doping
increased from x = 0 to 0.1, 0.2, and 0.3%, the samples showed
only copper chromite's phase, and the peak intensities were
comparable with the pure CuCr2O4 sample. This indicates the
integrity of the Mg dopant within the copper chromite crystal
structure. XRD patterns ranging from 35.5° to 37.5° were
assigned to the 111 plane, which has the highest intensity.
Furthermore, the primary peaks at 2q-values adhering to the
(111) and (311) planes show a small change as the doping
concentration of Mg quantity increases. The XRD peaks of the
RSC Adv., 2024, 14, 18093–18102 | 18095
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Table 3 FTIR modes (y1 and y2) of copper chromite and Mg-doped
copper chromite

Samples
Wave number y1
(cm−1)

Wave number y2
(cm−1)

a 613, 801 898, 1125
b 608, 799 894, 1122
C 605, 796 890, 1120
D 661, 856 1118
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samples progressively changed between low and high angles,
which correlated with the extension (Table 2) of the lattice
parameters, cell volume (Å3) and d spacing values. Thus, ionic
radii of Mg2+ = 86 pm, Cr3+ = 75.5 pm, and Cu2+ = 77 pm were
compared. Mg-doped copper chromites have smaller crystallite
sizes than pure copper chromites due to the substitution of the
lattice ions by the Mg2+ ions and their entry into interstitial
locations.15,16

The average crystallite size was determined using the
Scherrer formula:17

L ¼ 0:89l

b cos q
;

where L is the mean crystal size (Å) and l is the wavelength of
the X-ray source (1.5404 Å), thus, in the XRD pattern, q and
b correspond to the (radians) diffraction angle of the observed
peaks and the full width at half maximum (FWHM), respec-
tively. 0.89 is the Scherrer constant. Thus, for peak position,
FWHM can be acquired with two Gaussian curves by tting the
measured peaks. The monochromatic Cu Ka radiation was used
a X-ray source. Based on the results of X-ray diffraction, the
decrease in crystallite size from (a) pure CuCr2O4 43.12 nm, Mg-
doped CuCr2O4 samples (b–d) 38.45 nm, 31.45 to 29.98 nm
could be linked to maximizing the concentrations of dopant.
3.2. FTIR spectra

Fourier transform infrared (FTIR) spectroscopy was recorded
for the four undoped samples (Fig. 2a and b) and Mg-CuCr2O4

around room temperature from 400 to 4000 cm−1. Thus, two
sharp bands for the different absorption peaks observed around
561 and 475 cm−1 lower frequency band (n2) correspond to the
vibration of –Mg2+–Cr3+–O2+ by sites, indicating the formation
of octahedrons and tetrahedrons, respectively (Table 3). The
bands around 560–470 cm−1 correspond to the intrinsic
stretching vibration of metal ions at the tetrahedral site, and the
band in the range of 510–550 cm−1 is attributed to the M–Mg–O
Fig. 2 (a) FTIR spectra of (a) CuCr2O4 and (b–d) Mg-doped CuCr2O4; (b

18096 | RSC Adv., 2024, 14, 18093–18102
bond vibration. These two bands positioned a high-frequency
band (n1) at 500 and 678 cm−1 characteristic of CuCr2O4

spinel. The FT-IR spectra exhibited two characteristic absorp-
tion bands at 600 and 900 cm−1, corresponding to the tetrahe-
dral and octahedral formations, respectively. Thus, both bands
similarly correspond to the asymmetric stretching vibrations of
Cr–O–Cu–Mg. In general, Mg substitution via transition metal
ions, such as Cu2+, leads to a shi in the frequency bands and is
due to the variation of CrO4 bond length.18,19
3.3. Morphology

SEM images and micrographs of the undoped and Mg-CuCr2O4

compositions (x = 0.00, 0.1, 0.02 and 0.03%) are demonstrated
in Fig. 3a–d. The SEM images and micrographs show irregularly
shaped large grains of undoped and smaller grains of Mg-
CuCr2O4. In the arrangement within the SEM results, the
samples have an extensive particle distribution and present
strong agglomerations; hence, a measurement from the particle
size was not possible. However, the obtained results give some
statistical arrangements of Mg–Cu–Cr–O. As can be observed,
SEM images detect particularly pure and doped sample differ-
ences between XRD crystallite sizes and particle sizes, as shown
in Table 4. The crystallite size determined using the XRD
approach was found to be correct, however the grain size
assessed using the SEM analysis had broader values and may
) FTIR spectra of pure CuCr2O4.

© 2024 The Author(s). Published by the Royal Society of Chemistry

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4ra00846d


Fig. 3 SEM showing (a) CuCr2O4 and (b–d) Mg-doped CuCr2O4.

Table 4 Difference between the calculated crystallite sizes (XRD) of
samples and the grain sizes (SEM) of copper chromite and Mg-doped
copper chromites

Samples
Crystallite size
from XRD (nm)

Particle size
from SEM (nm)

a 43.12 49–53
b 38.45 43–39
c 31.45 40–31
D 29.98 39–29
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have measurement errors. In our studies, CuCr2O4 nano-
composites having a cluster-like structure with sizes ranging
from 100 to 500 nmmade by identical particles. Pure and doped
samples both have discrete particle-like appropriate interfaces
in CuCr2O4 nanocomposites. In addition, it is noticed that the
structure can be obtained at lower synthesis temperatures from
the conventional method.20 Thus, TEM was used to control the
morphologies and particle size of copper chromite and the Mn
doping copper chromite. As illustrated in Fig. 4a–d, spherical
particles and regular structures are present in the doped
samples. TEM images for CuCr2O4 particles were obtained and
the particle-like shape changed to form spherical particles, as
concentration on the Mg2+ is improved.
3.4. Surface area analysis

Thus, a specic surface area can be used from the BET equation
to determine the amount of nitrogen absorbed into copper
chromite and the Mn doping copper chromite. The H–K
method was used to obtain the average pore diameter, and the t-
© 2024 The Author(s). Published by the Royal Society of Chemistry
plot method was employed to obtain the total pore volume. In
terms of catalytic activity, surface area is an important param-
eter when evaluating potential catalytic applications involving
catalytic materials such as copper chromite and Mg-doped
copper chromite. Table 5 displays the pore volume (Vp), specic
surface area (SBET), pore radius (Rp), and crystallite size (nm).
The copper chromite and Mg-doped copper chromite samples
increase the surface area for converted catalytic applications
because they demonstrate increasing contact between alcohol
reacting molecules and aldehyde from the active sites.21,22 For
all the samples, this was followed by the type III isotherms with
the hysteresis loop at the high P/P0 and illuminating the
representative mesoporous material.23 The system, copper
chromite and the Mg-doped copper chromite of the plot on the
amount of gas adsorbed as a function of the relative pressure
are exposed altogether as a type-III (a–d) and with hysteresis
loop, as shown in Fig. 5a.

When magnesium is added, the bulk copper chromite phase
grows more slowly, increasing the surface area, improving
porosity, and creating micropores. Because of nonisomorphic
substitution, the addition of magnesium to the copper chromite
phase matrix causes a decrease in grain size, which results in an
increase in surface area. The three components ofMg, Cr, and Cu
can form pores in their matrices, leading to the production of
pores of varying sizes. The reduction in grain size and the non-
isomorphic substitution of Mg in the copper chromite matrix
resulted in the formation of signicant micropores, which is why
the average pore diameter for the Mg-doped sample decreased.
Thus, the addition of Mg, which simultaneously increases the
mesopores and introduces micropores, increases the catalytic
activity of copper chromites.24,25
RSC Adv., 2024, 14, 18093–18102 | 18097
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Fig. 4 TEM images of (a) CuCr2O4 and (b–d) Mg-doped CuCr2O4.

Table 5 BET surface area, average pore diameter, pore volume and
crystallite size (nm) of CuCr2O4 and Mg-doped CuCr2O4

Parameters a b c d

SBET (m2 g−1) 38.2 40.2 57.8 63.4
Smic (m

2 g−1) 2.9 5.1 7.5 9.2
Smeso (m

2 g−1) 35.3 35.1 50.0 54.1
Total pore volume (cm3 g−1) 0.1 0.1 0.1 0.2
Micro pore volume (cm3 g−1) 0.0 0.0 0.1 0.1
Meso pore volume (cm3 g−1) 0.1 0.1 0.0 0.1
Average pore diameter (nm) 13.6 14.1 17.9 19.8
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4. Catalytic activity of selective
oxidation
4.1. Effect of temperatures

The effect of temperature on selectivity towards veratryl alde-
hyde and the conversion of veratryl alcohol were studied in the
range of 60–140 °C, as presented in Fig. 6. The selectivity (80%)
of veratryl aldehyde decreases with increasing temperature,
which is particularly due to the over-oxidation of veratryl
aldehyde to veratric acid. However, conversion of veratryl
alcohol increased from 60 to 80% with an increase in the
temperature from 60 to 140 °C.26–28 This system increased the
reaction temperature, which was important for the decrease in
the oxygen, resulting in unfavorable product formation. The
optimum temperature is 100 °C.
18098 | RSC Adv., 2024, 14, 18093–18102
4.2. Amount of catalyst

The effect of catalyst amount (0.1 g to 0.5 g) on the selectivity of
veratryl aldehyde and the conversion of veratryl alcohol into by-
products formation were studied and the results are presented
in Fig. 7. The catalytic activity is closely related to the following
two factors: the copper chromite amount of catalyst for the
active sites Cu and Cr and the size for O2−. The doping
concentration of Mg was determined to ensure appropriate
active Mg sites; however, smaller Mg particles are usually ob-
tained. Therefore, the optimal pure and doping copper chro-
mites are 0.3 g because they give the best yield among others.
However, the amount of catalyst interaction with the catalyst
regenerates the catalyst surface, causing the product molecules
to desorb and encouraging additional oxidation.
4.3. Effect of reaction time

This conversion of veratryl alcohol and the selective formation
of product are observed at different reaction time intervals of
0.5, 1, 2, 4, 6, 8, 10, 12 and 14 h. As demonstrated in Fig. 8, 11%
veratryl alcohol conversion and 50% veratryl aldehyde selec-
tivity are obtained at 0.5 h; aer allowing the reaction for 10 h,
80% yields were formed. The main product was veratryl alde-
hyde with veratryl acid as a by-product. Based on the catalytic
reaction route, to increase the conversion of aldehyde, the
reaction time needs to be prolonged. Thus, the catalytic activity
was achieved with a reaction time of 12 h and a high yield was
obtained, and the time was increased as the products formed.29

Thus, an optimum catalytic reaction time of 12 h was selected.
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 5 (a) N2 adsorption/desorption isotherms of (a) pure and (b–d)
Mg-doped copper chromite. (b) Pore size distributions of (a) pure and
(b–d) Mg-doped copper chromites.

Fig. 6 Catalytic activity of the catalysts versus different reaction
temperatures in the oxidation of veratryl alcohol. Reaction conditions:
pure and doped samples: 0.3 g; alcohol: 10 mmol; acetonitrile:
10 mmol; H2O2: 10 mmol; time: 12 h; temperature: 60 to 140 °C.

Fig. 7 Yield of the product via the selective oxidation of veratryl
alcohol using different catalysts. Reaction conditions: pure and doped
samples: 0.1 to 0.5 g; alcohol: 10 mmol; acetonitrile: 10 mmol; H2O2:
10 mmol; time: 12 h; temperature: 100 °C.
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4.4. Effect of solvents

The catalytic performance was evaluated in several solvents,
such as chloroform (CHCl3), acetonitrile (CH3CN) and dimethyl
formamide (DMF), for the conversion of veratryl alcohol to
veratryl aldehyde. Thus, a solvent plays an important role in the
reaction induced by the alcohol conversion of an aldehyde
decomposed for the by-products. Consequently, a higher yield
for acetonitrile than for dimethyl formamide and chloroform
was observed, as listed in Table 6. For this reason, a polar
solvent was more easily adsorbed on the catalyst surface, pre-
venting the adsorption of alcohol to aldehyde. Because the
substrates and oxidants are more soluble in the solvent, they
can more readily bind to the catalyst's active sites. Therefore,
acetonitrile was the more active solvent for the catalytic system
under study. In the case of CHCl3 and DMF, the yields are lower
compared to acetonitrile, might be due to the inefficient
hydrogen transfer by solvents, and the incomplete solubility of
organic substrates and catalytic systems in the solvents. It
turned out that the conversion of alcohol depended on the
© 2024 The Author(s). Published by the Royal Society of Chemistry
polarity of the solvent molecules, polarity order from acetoni-
trile, dimethyl formamide and chloroform. Besides, acetonitrile
was selected as the solvent for the catalytic system.
4.5. Effect of oxidants

Catalytic performance for oxidation as a function of the oxidant
played an important role. This catalytic reaction is controlled by
the option for the reaction to occur due to the contribution of
the oxygen lattice (Fig. 9) from the oxidant. Hereaer, the
reaction was successively carried out in the presence of different
oxidants, such as TBHP and hydrogen peroxide. TBHP was
slightly soluble on the selected organic substrate and the
RSC Adv., 2024, 14, 18093–18102 | 18099

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4ra00846d


Fig. 8 Catalytic activity of the catalysts versus different reaction times
for the selective oxidation of veratryl alcohol. Reaction conditions:
pure and doped samples: 0.3 g; alcohol: 10 mmol; acetonitrile:
10 mmol; H2O2: 10 mmol; time: 0 to 16 h; temperature: 100 °C.

Table 6 Yield of the product in different oxidants obtained via veratryl
alcohola

Samples Chloroform Dimethyl formamide Acetonitrile

a 32 40 46
b 45 54 65
c 59 67 78
d 68 73 83

a Reaction conditions: pure and doped samples: 0.3 g; alcohol:
10 mmol; acetonitrile: CHCl3 and DMF 10 mmol; H2O2: 10 mmol;
time 12 h: temperature: 100 °C.

Fig. 9 Effect of oxidants in the selective oxidation of veratryl alcohol.
Reaction conditions: pure and doped samples: 0.3 g; alcohol:
10 mmol; acetonitrile: 10 mmol; TBHP and H2O2: 10 mmol; time: 12 h;
temperature: 100 °C.

Scheme 1 Shows the selective oxidation of veratryl alcohol to
veratraldehyde.
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catalytic system. As a result, the yield of veratryl aldehyde is low
in all synthesized CuCr2O4 nanomaterials. In the case of H2O2,
the solubility on the chosen organic substrate could be higher.
In conclusion, H2O2 on acetonitrile was usual because the
establishment of the peroxycarboximidic acid was intermediate
and the transfer agent was good oxygen. Hence, the choice of
the oxidant was hydrogen peroxide.30,31

4.6. Mechanism

A proposed mechanism in Scheme 1 suggests that H2O2 mole-
cules undergo homolytic cleavage, resulting in two hydroperoxy
radicals. These radicals react with Cr3+ and Cu2+ ions on the
surface of CuCr2O4, creating Cr

2+ and Cu+ ions and regenerating
hydroperoxyl. The hydroperoxy radicals also react with hydroxy
radicals on the surface to form water and oxygen. Veratryl
alcohol molecules are adsorbed onto the surface of CuCr2O4,
forming metal-alkoxide intermediates and adsorbing hydrogen
via O–H bond cleavage. The surface O–H group is formed by
bonding adsorbed hydrogen with the surface lattice oxygen and
coordinating with the carbon atom of the methyl group in the
veratryl alcohol molecule. Finally, the C–H bond in the
18100 | RSC Adv., 2024, 14, 18093–18102
b position is activated, resulting in the formation of vera-
traldehyde and water. The oxygen adsorbed onto the support
surface dissociates into chemisorbed oxygen species and
diffuses into the lattice vacancies of the support. This is fol-
lowed by activation in the oxygen vacancies and conversion into
lattice oxygen (O2−). The lattice oxygen further transfers to the
surface of CuCr2O4 through oxygen-decient sites, restoring the
interface between the CuCr2O4 active sites.32–35

OH− + H2O2 4 HO2
− + H2O (1)

2H2O2 + Cr2+ + Cu+ 4 Cr3+ + Cu2+ + 2OHc + 2OH− (2)

2HO2
− + Cr3+ + Cu2+ 4 Cr2+ + Cu+ + 2HO2c (3)

HO2c + OHc 4 H2O + O2 (4)

4.7. Recyclability of the catalyst

To examine the recyclability of the catalyst, the oxidation of
veratryl alcohol to veratraldehyde was repeated ve times with the
same catalyst. The percentage conversion of veratraldehyde
slightly decreased. The catalysts aer the reaction were recovered
by centrifugation, washed with ethanol, and then dried and
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 10 Cycling performance of the copper chromite catalysts.
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reused for another reaction under the same conditions, as shown
in Fig. 10. From this determination, the samples were ltered
and the residue was washed several times with acetone and dried
at 120 °C in an air oven for 3 h; this was repeated ve times under
identical catalytic conditions. Consequently, considering the
small amount of catalyst used in the reaction, the great loss of
catalyst should be due to the process of washing, which could be
easily addressed in the large scale industrial production.

During the catalytic oxidation of veratryl alcohol to vera-
traldehyde, O–H bonds are broken and attended through the
formation of hydrogen atoms, which further react with oxygen
to generate water to achieve dehydrogenation to produce vera-
traldehyde. Subsequently, one hydrogen atom in the CHO
groups was formed via a broken O–H bond, forming a metal–
alcohol salt intermediate. Further, the objectivity of the
hydrogen atom from carbon induces the conversion of the
alcohol group into an aldehyde.

5. Conclusions

This paper demonstrates a simple method for producing effi-
cient catalysts for the catalytic oxidation of veratryl alcohol to
veratraldehyde. The further detachment of a hydrogen atom
from carbon causes the alcohol group to be converted into an
aldehyde group, resulting in the creation of an intermediate and
veratric acid. XRD conrmed the development of the spinel
phase. Thus, pure and Mg-doped spinels were found to be
highly porous, as conrmed by SEM. Thus, copper chromite
nanocomposites with a crystallite size in the range of 43–29 nm
were synthesized. FT-IR was used to conrm the formation of
the spinel phase. The current technology is applicable to
various d and f block metal-supported catalysts for further
catalytic processes.

Conflicts of interest

There are no conicts to declare.
© 2024 The Author(s). Published by the Royal Society of Chemistry
Acknowledgements

Princess Nourah bint Abdulrahman University Researchers
Supporting Project number (PNURSP2024R584), Princess
Nourah bint Abdulrahman University, Riyadh, Saudi Arabia.
The authors extend their appreciation to the Deanship of
Research and Graduate Studies at King Khalid University for
funding this work through Large Research Project under grant
number RGP2/122/45.

References

1 V. K. Gupta, N. Atar, M. L. Yola, Z. Üstündağ and L. Uzun, A
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