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sodium-ion batteries: progress,
strategies and future perspective
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Xingqiao Wu *ac and Shulei Chou *ac

Because of its abundant resources, low cost and high reversible specific capacity, hard carbon (HC) is

considered as the most likely commercial anode material for sodium-ion batteries (SIBs). Therefore,

reasonable design and effective strategies to regulate the structure of HCs play a crucial role in

promoting the development of SIBs. Herein, the progress in the preparation approaches for HC anode

materials is systematically overviewed, with a special focus on the comparison between traditional

fabrication methods and advanced strategies emerged in recent years in terms of their influence on

performance, including preparation efficiency, initial coulombic efficiency (ICE), specific capacity and

rate capability. Furthermore, the advanced strategies are categorized into two groups: those exhibiting

potential for large-scale production to replace traditional methods and those presenting guidelines for

achieving high-performance HC anodes from top-level design. Finally, challenges and future

development prospects to achieve high-performance HC anodes are also proposed. We believe that this

review will provide beneficial guidance to actualize the truly rational design of advanced HC anodes,

facilitating the industrialization of SIBs and assisting in formulating design rules for developing high-end

advanced electrode materials for energy storage devices.
1. Introduction

At present, the energy and environmental issues caused by
burning fossil fuels have prompted researchers to search for
much cleaner energy sources. However, the development of
energy storage equipment is of great signicance to overcome
the characteristics of discontinuity and instability of clean
energy, including wind and solar energy.1–3 Among the various
energy storage devices, SIBs with unique features, such as
abundant resources and high cost performance, have been
regarded as the most competitive candidates.4–7 Compared with
traditional lithium-ion batteries (LIBs), SIBs exhibit great
advantages in terms of resources and cost, resulting in distinct
application scenarios (Fig. 1a and b).8–10 However, the proper-
ties, cost, performance and reliability of SIBs largely rely on
their electrode materials, and thus, the preparation of high-
performance electrode materials holds immense scientic and
practical signicance (Fig. 1c).11,12

In this case, anode materials as one of the key components
of SIBs can be typically categorized into four main types,
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i.e. carbon-based materials,13–15 metal oxides,16,17 alloys
and organic matters (Fig. 2a).18,19 However, a large number of
the above-mentioned materials have the shortcomings of
complex preparation processes and unsatisfactory electro-
chemical features and, therefore, are not suitable for practical
application, thus deviating from the original goal of SIBs. Due
to their abundant resources, low cost and simple production,
carbon-based materials are recognized as the most desirable
candidates for SIBs, including so carbon (SC) and HC.20,21

However, SC is less competitive because of its high degree of
graphitization and corresponding limited interlayer spacing
distance, leading to a relatively low ICE.22,23 In contrast, HCs
with a large scope for the regulation of their microstructure
and high reversible specic capacity are regarded as the most
likely commercial anode materials for SIBs and have thus
received signicant attention in recent years (Fig. 2b and c).
However, some critical issues still need to be addressed, for
example, their undesirable ICE, electrochemical perfor-
mances and cost.24,25 It is worth noting that their preparation
process has a signicant impact on their cost. As described in
the routine preparation step, raw material treatment (crush-
ing, purication and drying), pre-carbonization, secondary
carbonization and high energy consumption are needed in
a typical high-temperature carbonization process.26 Conse-
quently, ensuring electrochemical performance, reducing
energy consumption and simplifying the process seems to be
a big challenge. Although numerous high-performance HC
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 1 (a) Comparison of battery features, (b) application fields and (c) low-cost anode material requirements for LIBs and SIBs.
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anodes have been reported at the laboratory level, it is still
unknown whether they are useful for the commercialization
of HCs.

In this regards, herein, recent advancements in the prepa-
ration approaches for HC anode materials are concisely over-
viewed and some typical representative works are summarized.
Firstly, the development and classication of traditional fabri-
cation methods for HC anodes and their corresponding Na
storage behaviors are briey introduced. Next, advanced strat-
egies, including high-temperature carbonization methods, pre-
treating and post-treating methods, are highlighted. Besides,
the physical and electrochemical performance of HC anodes
and their full cells are also discussed in detail. Meanwhile,
a comparison between traditional fabrication methods and
advanced strategies is systematically presented (Fig. 3). Finally,
© 2024 The Author(s). Published by the Royal Society of Chemistry
challenges and future development prospects to achieve high-
performance HC anodes are further proposed. To date, most
research is focused on traditional methods for the preparation
for HCs, including regulating the temperature and heating rate,
which can be named as the “inherent comfort zone”. Here, this
review is aimed at proposing new preparation strategies and
conducting a deep exploration based on this, and stepping out
of the original “comfort zone”. Only with more researchers
invested in this type of investigation that the improvement and
development of new preparation strategies can be promoted. By
aggregating the most cutting-edge and promising methods, the
industry of SIBs will be pushed forward. By summarizing the
most cutting-edge and promising methods, the target of
boosting the progress of the industrialization of SIBs can be
realized.
Chem. Sci., 2024, 15, 6244–6268 | 6245
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Fig. 2 (a) Comparison of anode materials for SIBs, (b) hotspot of hard carbon anode materials for SIBs from 2010 to July 2023, and (c) the
development of keywords for hard carbons (the data were collected via Web of Science, July 2023).

Fig. 3 Comparison between traditional fabrication methods and advanced strategies.
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2. The development process with
sodium storage mechanism and
performance

Actually, HC anodes employed in SIBs display similar electro-
chemical behavior to the graphite anode in LIBs, which exhibit
long and reversible charge/discharge plateaus under 0.1 V. The
rst work on HC anodes for SIBs can be traced back to 2000,
where Stevens and coworkers prepared glucose-derived HCs,
showing a reversible capacity of about 300 mA h g−1, and the
signicantly important “house of cards” model for sodium/
lithium storage in HCs was proposed.27 Since then, researchers
have devoted extensive efforts to creating various HCs from
different precursors and with distinct preparations conditions,
and consequently exceptional achievements have been
delivered.28–30 It has been documented that the microstructure of
HCs is complicated, which consists of a large number of disor-
dered microcrystalline carbon layers stacked randomly. Speci-
cally, one part of the carbon layers is arranged in parallel to create
graphitic microcrystalline regions and the other part of the
carbon layers is arranged in a disordered manner to form nano-
sized microporous regions.31 Furthermore, the surface structure
of HCs is also complex, which including the type of carbon atom
bonding, the ratio of edge plane to basal plane, chemically or
physically adsorbed functional groups, doped atoms and
defects.32 Consequently, different Na+ storage mechanisms are
derived from these characteristics of HCs. With more advanced
technical methods, the sodium storage mechanisms have been
investigated in detail. In general, these sodium storage mecha-
nisms are basically divided into adsorption, intercalation, pore
lling, and sodium cluster formation process, and the develop-
ment of these mechanisms are presented in Fig. 4a.27,33–39 At
present, high-capacity HC is based on the control of the platform
region below 0.1 V or 0.05 V. It is worth noting that the prepa-
ration process has a signicant impact on the microstructure of
HCs, including their degree of graphitization, pore structure,
surface area, defects, and functional groups, which oen directly
determines the upper limit of the nal Na storage performance
(Fig. 4b).
3. Traditional fabrication methods

HCs are regarded as the most promising anode materials for
SIBs and have received tremendous attention in recent years.
They represent carbon materials that cannot be transformed
into graphite at high temperature with complicated micro-
structures and surfaces (Fig. 5a), which are commonly derived
from sugars, biomass, or polymers and typically prepared via
one-step direct heating, microwave irradiation or hydrothermal
carbonization, followed by further pyrolysis treatment at 1000–
2000 °C in a tubular furnace for several hours.40 Consequently,
the pyrolysis procedure has an essential impact in tuning the
microstructure of HC anode materials, such as their interlayer
distance, number of stacking layers, number of defects, pore
structures, specic and surface area, and furthermore will
undoubtedly further affect their Na storage properties
© 2024 The Author(s). Published by the Royal Society of Chemistry
(Fig. 5b).41 It can be obviously seen in Fig. 5c that the specic
capacities reached the maximum value at around 1200–1600 °C,
which can be ascribed to the balanced proportions of the defect-
derived adsorption capacity and the graphitic domain-derived
intercalation capacity. Besides, the ICE for most HC anodes is
no higher than about 80% (Fig. 5d). With an increase in the
pyrolysis temperature, the ICE increases as a result of the
decreased amount of defects, and thus lowers the irreversible
capacity.42–86 In summary, high-temperature pyrolysis treatment
is a necessary step to ensure the graphitization structure of the
nal products. However, different pre-treatments are applied to
achieve desirable performance according to different precur-
sors. Thus, various types of treatments will lead to different
electrochemical behaviors, but they exhibit consistent changing
trends (Fig. 5c and d). Therefore, the regulation of the carbon-
ization process, and even the synthesis approaches are critical
for improving the properties of HC.
3.1 One-step method

Direct carbonization at the target temperature with a low
heating rate and long duration is regarded as the most common
strategy to produce HC anode materials. The rst work on the
preparation of HC under direct carbonization treatment was
reported by Dahn et al., which was a typical process by heating
dehydrated glucose to 1000 °C in Ar.27 Their investigation
revealed that Na can be inserted into the interlayer space in
disordered carbon materials according to in situ wide-angle X-
ray scattering measurement, which was conrmed through
the increase in the interlayer spacing in these HC materials. In
addition, in situ small-angle X-ray scattering (SAXS) character-
ization obviously presented the insertion process of Na in the
nanopores within disordered HCs. A reversible capacity about
300 mA h g−1 was delivered, which was much higher than that
of the graphite anode in SIBs. This work pioneered the research
on HC anode materials in SIBs and laid the foundation for the
further study of non-graphite anode materials.

Aerwards, considerable research has been reported
utilizing the samemethod to obtain HC anodematerials.35,47,87 A
superior low-cost pitch and lignin-derived HC anode was
prepared in the temperature range of 1200–1600 °C by Hu and
coworkers.47 The optimized HC with suitable microstructure
and morphology exhibited exceptional electrochemical behav-
iors in terms of satised ICE (82%), high reversible capacity
(254 mA h g−1), and outstanding cycle stability. Aer that, they
reported the preparation of an HC material with a microtubular
shape prepared from natural cotton by carbonization at 1300 °
C, achieving a low specic surface area of 38 m2 g−1.35 Physical
measurements, such as SEM, TEM, Raman, XRD, and N2

adsorption, were applied to elucidate the correlation between
the electrochemical performance and structure. Based on the
hollow brous structure, the ionic diffusion distance effectively
decreased in the resulting HC anode, and consequently a high
reversible capacity about 315mA h g−1 and desirable ICE of 83%
were delivered in SIBs. Aer that, another novel popular wood-
derived HC with improved reversible capacity of 330 mA h g−1

and enhanced ICE of 88.3%was discovered by the same group.88
Chem. Sci., 2024, 15, 6244–6268 | 6247
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Fig. 4 Timeline of key developments in the sodium storage mechanism (a) and electrochemical performance (b) of HCs.
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Another meaningful work on HCs originating from a sucrose
precursor prepared in the temperature range of 700 °C to 2000 °
C, which were applied in LIBs, SIBs and PIBs, was reported by
Komaba and coworkers. XRD, Raman, SAXS, electron spin
resonance spectroscopy, electron microscopy, and pair distri-
bution function analysis were employed to systematically
observed the particle morphology and structures of the HC
materials.69 The characterization showed that increasing the
heating temperature led to a reduction in the amount of defects
and increase in the amount of ordered structures inside the HC
materials (see Raman spectra). Some structural parameters of
the HC anode obtained under different temperatures were
presented and the illustration of its evolution with an increase
in temperature exhibited. When evaluated as an anode for LIBs,
SIBs and potassium-ion batteries (PIBs) in non-aqueous
systems, the electrochemical properties of the HCs demon-
strated signicant differences depending on their synthesis
temperatures and alkali-metal ions. Based on the observations,
approaches to achieve advanced HC anodes for high energy
density LIBs, SIBs and PIBs were also discussed.
6248 | Chem. Sci., 2024, 15, 6244–6268
3.2 Two-step method

The precursors, including biomass, pitch-based materials and
polymers, are the current relatively mature choice for the
commercialization of HCs. The production process of biomass-
based HCs is relatively simple, but how to screen suitable
precursors and realize stable bulk supply are the main chal-
lenges. In contrast, HCs derived from pitch-based precursors
are currently more difficult to produce and exhibit a poorer
performance than biomass-based HCs, but their supply of raw
materials is relatively stable. With the breakthrough of research
and development technology for precursors and the application
of other material modication technologies, these HCs with
wide supply sources and low cost will achieve large-scale
applications. Additionally, with phenolic resin, it is easier to
regulate the crosslinking degree from the original material
and a high reversible capacity can be achieved, but the cost
of pyrolysis and crosslinking of the raw material to get the
pre-carbonization material is high. Specically, coconut
shell-derived HCs, which are regarded as the fastest industri-
alized product currently, present an ideal electrochemical
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 5 (a) Illustration of carbon surface with different types of defects. (b) Diagram of structural parameters for HC synthesized at 700 °C and
2000 °C. (c and d) Relationship of specific capacity and ICE with the pyrolysis temperature of HCs based on published works. (e) Schematic
illustration of the main steps for a mature route to HC commercialization.
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performance, but it is difficult to guarantee their demand for
application in SIBs for a long time. Generally, the route for the
large-scale production of HCs includes the following main steps
(as presented in Fig. 5e): selection of precursor (bamboo, starch,
coconut shell, etc.), pulverization (different particle sizes),
purication (different solvents), drying (various drying
methods), pre-carbonization (different heating rates and target
temperatures) and secondary carbonization treatment
(different heating rates and target temperatures).26 It has been
proven that impurities in the precursors of HCs is the main
reason resulting in the degradation of their specic capacity
and other electrochemical behaviors. Accordingly, effective
strategies to eliminate these impurities are urgently needed. In
general, utilizing water and acid and alkali solution for washing
© 2024 The Author(s). Published by the Royal Society of Chemistry
before high-temperature treatment is regarded as a common
way to acquire desirable HC materials.89–93 For example,
Adamson and coworkers proposed a method of treatment with
KOH and HCl solutions aer pre-pyrolysis, and nally post-
pyrolysis for the preparation of peat biomass-derived HCs.94

Given the advantages of the two aforementioned solutions, the
improvement in the electrochemical performance for peat-
derived HCs was remarkable in terms of specic capacity and
ICE. Another extraordinary achievement about the enhance-
ment of ICE (91%) with fabulous reversible specic capacity
(342 mA h g−1) was reported by our group employing hazelnut
shell as the precursor.64 It has to be claried that the organic
composition could be obviously modied and the inorganic
ingredient favourably removed in the hazelnut shell precursor,
Chem. Sci., 2024, 15, 6244–6268 | 6249
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and under the combination of these two aspects, the amount of
micropores was effectually reduced and a low specic surface
area was achieved. The N2 adsorption–desorption isotherms
analysis revealed that HCl-1400 possessed a lower specic
surface area and less micropores compared with that of the 0M-
1400 sample, which was responsible for preventing the
decomposition of the electrolyte and subsequent generation of
an SEI layer. XPS and XRDmeasurements showed that with HCl
treatment, the chemical component and microstructure in the
resultant HCs, such as active sites and interlayer spacing,
changed, which were benecial for improving the Na storage
performance.

Among the aforementioned commercial preparation steps,
pre-carbonization and secondary carbonization treatment
employ two different furnaces separately, which is conducive for
the long lifespan of the secondary carbonization furnace.
Actually, introducing pre-carbonization treatment before direct
carbonization has been proven to be an important method to
tune the conguration of oxygen functional groups, which can
play an important role in the performance of HCs applied in
SIBs. More importantly, the amount of volatiles can be reduced
by pre-treatment. Typically, closed micropores and carbonyl
groups were successfully generated simultaneously in bamboo-
derived HCs through a pre-carbonization process at 500 °C for
2 h, and subsequently at 1300 °C for 2 h in Ar, as apparently
observed from the N2 adsorption and XPS results.86 It was stated
that the closed micropores favored Na storage in the plateau
region, while the carbonyl groups were conducive to boosting
the reversible Na adsorption capacity in the slope region. Under
the combination of the two aforementioned aspects, the opti-
mized specic capacity about 348.5 mA h g−1 at 30 mA g−1 with
an ICE about 84.1%, and advanced cycle stability about 91.6%
capacity retention at 300 mA g−1 over 500 cycles were delivered.
This novel investigation offers guidance for accurately
designing the microstructure of biomass-derived HCs. Actually,
the typical example for pre-carbonization and subsequent high-
temperature carbonization process to regulate the pore struc-
ture dates back to the research by Hu and coworkers in 2019.95 A
hierarchical porous waste cork-derived HC anode was success-
fully prepared owing to the natural holey texture inside the
precursor. Specically, the detailed analysis based on SAXS with
effective skeletal density test revealed that the number of open
pores was reduced and the number of closed pores increased
with an increase in the pyrolysis temperature, which corre-
sponds to the initial capacity loss and plateau capacity,
respectively. These special structure features endowed the half-
cells with desirable Na storage behavior, exhibiting a specic
capacity of about 360 mA h g−1 and practical application ability
in full-cells with a high energy density of about 230 W h kg−1

with 71% capacity retention over 2000 cycles.
3.3 Other methods

In the case of the biomass precursors, direct carbonization
treatment seems to be a straightforward way to prepare HC
anodematerials. However, some uniquemicrostructures of HCs
derived from sugars or polymers, such as spheres and
6250 | Chem. Sci., 2024, 15, 6244–6268
nanowires, with a desirable packing density, good structural
stability and low surface to volume ratio have demonstrated
great potential to be optimal candidate anodes for SIBs.96,97

Generally, the common approaches to prepare these special
structures of HCs are based on a two-step process, hydro-
thermal carbonization or microwave irradiation treatment, and
subsequent high-temperature carbonization procedure.

According to Lust et al., HC spheres with a narrow size
distribution were synthesized through hydrothermal carbon-
ization and subsequent pyrolysis at 1100 °C by applying the
precursor of D-glucose.96 Specically, the SEM images showed
that the as-prepared HCs possessed a relatively smooth surface
and micrometer-size interconnected spherical structure, which
was the unique feature of the materials prepared via the
hydrothermal carbonization process. When evaluated in 1 M
NaClO4 propylene carbonate electrolyte system, a capacity of
about 300 mA h g−1 was achieved in the rst cycle and about
160 mA h g−1 maintained aer 200 cycles. Meanwhile, it could
be obviously noted the HCs exhibited high reduction and
oxidation peaks of Na in their cyclic voltammograms. The
accumulation of Na on/in the electrochemically polarized
porous nanosphere HCs was claried from the physical
measurements. Furthermore, the charge transfer resistance,
mass transfer characteristics and total polarization at the
electrode/electrolyte interface were noticeably inuenced.

In another example, HC microspheres were prepared by Liu
and coworkers through a similar process but using various
heating rates of 5, 2, 1, or 0.5 °C min−1.98 As a result, it was
demonstrated that a low heating rate had a signicant effect
on the concentration of defects in the as-obtained HCs. In
particular, the N2 adsorption–desorption behaviors and Raman
spectroscopy indicated that the HC-0.5 electrode showed non-
detectable porosity and the lowest defect concentration. Further,
electrochemical measurements illustrated the exceptional Na
storage properties in terms of satisfactory ICE (86.1%), ultrahigh
specic capacity (361mA h g−1) and desirable cycle stability (94%
aer 100 cycles). Additionally, it was also predicted from theo-
retical simulation that the continuous Na ion ux can be dis-
rupted by the existence of defects via trapping Na ions and
creating a repulsive electric eld. These fundamental studies can
not only offer an explanation for the inuence of defects on the
Na storage performance, but also shed light on the signicant
regulation principles of high-performance HCs for SIBs.

More recently, a systematically investigation on the critical
inuence of the hydrothermal carbonization process on regu-
lating the microstructure of HCs for SIBs was rstly elucidated
by Titirici and workers.97 It was concluded that the hydro-
thermal process favored high carbon yields, reduced carbon
emissions and conferredmore active sites including defects and
closed nanovoids inside HCs, which are favorable for an
improved electrochemical performance. The as-obtained HCs
synthesized under the optimal conditions showed an ultrahigh
discharge capacity of about 420 mA h g−1. When constructed
with an Na3V2(PO4)3 (NVP) cathode, the fantastic reversible
capacity of about 318.2 mA h g−1 can be achieved 3.5 V for the
full-cell. Furthermore, a superior high energy density of
237.8 W h kg−1 could be delivered. Overall, the hydrothermal
© 2024 The Author(s). Published by the Royal Society of Chemistry
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process has been proven to be a useful pre-treat step with real
sustainability feature, promoting the electrochemical behavior
of SIBs. However, this typical method is not suitable for large-
scale production because of the high pressure involved.

Typically, compare to the hydrothermal carbonization treat-
ment, another more effective way is microwave irradiation
synthesis, which can uniformly heat the reactant to a high
temperature in a short time by transferring energy selectively to
the microwave-absorbing polar solvents. Therefore, it is an
energy and time-saving method.99–101 In this regard, Chen and
coworkers developed carbon microspheres (CSs) from a sucrose
precursor through the microwave-assisted approach.102 It was
suggested that their unique spherical structure was benecial
for mass transport and storage, and consequently the as-
prepared CSs displayed a high specic capacity, excellent cycle
life and good rate capability. Similarly, Puravankara et al.
synthesized HC microspheres (HCMS) from a sucrose precursor
and a 50% DEG/H2O solvent mixture using the microwave
technique and subsequent high-temperature carbonization
process.103 The insertion/pore-lling mechanism under 0.1 V
was validated and the defect/vacancy-assisted adsorption/
insertion and insertion/micropore lling Na-ion storage mech-
anism in HCs was also asserted by different HCMS samples. It
was veried that organic xerogels (OXs) can complete the gela-
tion and ageing process when the carbon precursor placed in
a microwave oven.104 Adopting this method, carbon xerogels
(CXs) with an analogous chemical composition and BET surface
area but different textural features (10–200 nm) were prepared by
Cuesta et al.104 and the inuence of their textural characteristics
on the performance of SIBs investigated, which revealed the
feasible application of these unique CXs to achieve promising
HC anodes for SIBs. Previous studies revealed that the
microwave-assisted method is an effective, rapid and low-energy
consumption procedure to achieve HCs, but it still remains
a signicant issue to solve how to precisely control the heating
effects due to the fact that the rapidly alternating electromag-
netic eld is difficult to regulate, and the interactions between
microwaves and conductive materials are also complex.

Overall, notable progress has been made in the development
of HCs via traditional methods, but it also should be noted that
there are still many existing issues, for example, the range that
can be regulated is limited, where it has been documented that
basically only the heating rate during the temperature and the
target secondary carbonization temperature can be tuned.
Hence, it is urgent to develop new approaches to achieve high-
performance HCs for SIBs.

4. Advanced strategies

Recently, numerous novel and advanced methods for the
preparation of HCs have been reported, which exhibit scalable,
efficient, and rapid characteristics as well as excellent electro-
chemical performance of the resultant HC anodes in contrast to
that of the traditional strategies. Specically, recent research on
advanced pre-treatment methods, advanced high-temperature
carbonization methods and advanced post-treating methods
will be introduced in this section.
© 2024 The Author(s). Published by the Royal Society of Chemistry
4.1 Advanced pre-treatment methods

It has been documented that the pre-treatment process of the
HC precursor is proven to be a meaningful way towards
promoting the Na storage property of HCs. In the current mass
production process, pre-carbonization treatment is usually
adopted to achieve the requirement of a reduction in volatility,
but it shows limited effects for structural modulation. There-
fore, other pre-treatments are urgently needed. In general, the
reported works with signicantly improved performances
employed some typical approaches including low-temperature
hydrogen reduction and pre-oxidation.59,61,105

4.1.1 Low-temperature hydrogen reduction. Besides
carbon, oxygen is the most common element presented in
various precursors, which gradually escapes at high-
temperature treatment and exerts a great impact on the nal
microstructures of the as-prepared HCs, further affecting the
electrochemical behaviors of SIBs. Nevertheless, little attention
has been paid to this issue according to previous reports. Based
on this, Chen and workers chose esteried starch as the
precursor and precisely tuned its oxygen content via a low-
temperature hydrogen reduction process (as seen in Fig. 6a).61

The physical measurement analysis, as shown in Fig. 6b–d,
revealed that it can boost the closure of open pores and realize
the orientated alignment of carbon layers at 1100 °C with
a decrease in the content of oxygen of precursors but guarantees
the stability of crosslinking structures, as proven via N2

adsorption, XRD, Raman and XPS. The results showed that
a high proportion of pseudo-graphitic domains and low specic
surface area of 2.96 m2 g−1 were achieved for the optimal HC
anode material, which contributed to the desirable electro-
chemical performance and related mechanism interpretation
for the Na storage behaviors. Moreover, a high energy density
(243.1 W h kg−1) for a full cell (Fig. 6e–g) was acquired when
assembled with a NVP cathode, elucidating its great practical
potential for SIBs. The samemethod was also applied by Ru and
coworkers employing 3D hierarchical mesocarbon microbeads
as the precursor, delivering good electrochemical behaviors
both in LIBs and SIBs.106

4.1.2 Pre-oxidation method. Another pre-treatment method
for HC precursors is the pre-oxidation process, as reported by Wu
and coworkers. A self-supporting HC paper derived from tissue
was rationally designed and prepared as a practical additive-free
anode for room/low-temperature SIBs with a high ICE
(Fig. 6h).105 The as-prepared electrode delivered an ultrahigh ICE
of about 91.2% with excellent energy storage performance
in terms of outstanding high-rate capability (Fig. 6i and j),
exceptional cycle stability and desirable low-temperature behav-
iors in ether electrolyte (Fig. 6k and l). Furthermore, the system-
atic analysis also exhibited that the sodium storage mechanism is
an “adsorption–intercalation” process and the plateau region was
the rate-determining step for the as-prepared electrode with lower
electrochemical reaction kinetics, which could be signicantly
promoted. Additionally, according to Shi and coworkers, a 3D
“overpass” hierarchical porous carbon membrane (PMP) was
gained by pre-oxidation treatment at 250 °C for 2 h in air, followed
by a carbonization process at 1100 °C for 2 h.59 It was stated that
Chem. Sci., 2024, 15, 6244–6268 | 6251
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Fig. 6 (a) Diagram of the process for the fabrication of Hx-1100. (b–d) FTIR spectra, high-resolution of O 1s spectra of A300 and H300, and XRD
patterns of different samples. (e–g) Electrochemical behaviors of H300-1100//NVP full cells. (h) Diagram of the preparation process of HCP and
the digital photos of tissue, POCP and HCP. (i and j) CV curves and rate behaviors of HCP anode, (k) GCD curves at various temperatures under
50 mA g−1 and (l) cycling performance under 500 mA g−1 at −15 °C.
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this pre-oxidation treatment provided a favorable structural
stability effect in the preparation procedure. Specically, the
formation of a channel-skeleton coupling microstructure in the
optimal sample PMP-5 promoted the wettability of the electrolyte,
improved the electron/ion transport, and boosted the Na storage
property comprehensively. Particularly, when evaluated as a free-
standing anode, it showed superior cycling stability with about
91% capacity retention over 300 cycles at 0.5C and an extremely
high ICE of about 90.5% could be achieved. More signicantly,
a full-cell fabricated with the layered O3-Na(NiFeMn)1/3O2 cathode
exhibited a superior energy density of about 287 W h kg−1,
remarkable rate behavior and advanced cycle stability. This
research offers a possible approach to enhance the Na storage
performance of HCs by membrane science and pore engineering.
Besides, it is worth noting that oxygen functional groups can be
successfully introduced through the pre-oxidation process,
resulting in the formation of extensive cross-linking structures
and destroying the degree of graphitization, which are essential
for the modication of so carbon and the corresponding work
was reported by Hu et al. and other researchers.28,29

4.1.3 Chemical activation strategy. Tuning the pore
conguration and microcrystalline state of the microstructure
of coal during thermal transformation plays a vital role in
promoting its Na+ storage behavior. The strategy of converting
the nanopores with open features and ordered carbon crystallite
into closed pores surrounded by short-range ordering micro-
structures through chemical activation, and subsequently high-
temperature carbonization process was developed by Zhao and
coworkers.107 Signicantly, these specic microstructures had
a dominant contribution to the reversible capacity in the low-
voltage plateau region, which delivered a high specic
6252 | Chem. Sci., 2024, 15, 6244–6268
capacity of about 308mA h g−1 for a half-cell and 231.2 W h kg−1

for a full-cell. Furthermore, the optimal electrode material also
exhibited a superior supercapacitive performance when con-
structed with activated carbon electrode. This report offers
valuable guidance for the rational regulation of closed pore
microstructures in HCs for energy storage devices.

4.1.4 Template-assisted pore regulation method. The
template-assisted method for pre-treatment has been proven to
be an effective way for promoting the specic capacity of the
resultant HCs. Remarkably, HCs with an extraordinary
advanced capacity of about 478 mA h g−1 was reported by
Komaba and coworkers by carbonizing a freeze-dried mixture of
glucose and magnesium gluconate via an MgO-template
approach.67 Through a pre-treatment process at 600 °C, MgO
particles with a nanosize structure could be generated inside
the carbon matrix, and subsequently aer an acid leaching
procedure for MgO, followed carbonized at 1500 °C, the resul-
tant HC anode materials showed nanoporous structures with
a large specic surface area of about 484 m2 g−1. This was
elucidated by rst principles molecular dynamics calculations
and further observed from TEM images. Additionally, a large
total volume derived from the formed nanopores (or nanovoids)
and surrounding thin graphitic layers with desirable interlayer
spacing distance were also generated, signicantly exhibiting
an inuence on the Na storage in HCs. Furthermore, the
correlation between nanostructures and synthetic conditions
on the electrochemical properties of HCs in SIBs was system-
atically investigated. The optimal sample presented a high ICE
of about 88% in a half-cell system; besides, a remarkably high
energy density of about 358 W h kg−1 was achieved in a full-cell
with P2-Na2/3Ni1/3Mn1/2Ti1/6O2 as the positive electrode owing
© 2024 The Author(s). Published by the Royal Society of Chemistry
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to the advanced HC anode, demonstrating its great potential for
practical application in SIBs. Another interesting work using the
freeze-drying method and further carbonization at 1000 °C to
acquire graphene/hard carbon spheres (GHSs) was proposed by
Song et al.68 The general multi-interface strategy with massive
ingenious internal interfaces between the carbon matrix and
crystalline graphene in HC spheres can serve as a pathway for
gas escape during the pyrolysis of sucrose, thus avoiding the
formation of abundant pores. The N2 adsorptionmeasurements
showed that the resultant material with a high packing density
of 0.910 g cm−3 possessed a relatively low specic surface area
of 13.3 m2 g−1. Moreover, this unique structure also can offer
highly conductive pathways for ion and electron transportation.
Subsequently, the electrochemical behaviors of the electrode
applied in LIBs and SIBs in terms of reversible capacity, rate
capability and low-temperature performances comprehensively
improved, indicating its promising commercialized prospect
for practical applications.

4.1.5 Spray drying method. Besides the freeze-drying
method for pretreatment, spray drying is also employed. In an
interesting work, a series of HC near spheres (HCNSs) were
designed by Jiang and coworkers by spray drying and subse-
quent direct pyrolysis in a wide range temperature, which is
aimed at addressing the issue of the ambiguous correlation
between the Na storage behavior and microstructure of HCs.63

Accordingly, the results exhibited that the discharge capacity of
the plateau region can be attributed to the Na+ insertion process
in the long-range ordered carbon structure inside HC. In
contrast, the discharge capacity of the slope region can be
ascribed to the Na+ adsorption on the surface of HC. Particu-
larly, with a suitable interlayer distance (>0.364 nm), the
“plateau capacity” can be effectively enhanced, and simulta-
neously the total Na-storage capacity improved. At the same
time, increasing the specic surface area will result in a high
“adsorption capacity” at high potential. As a result, the opti-
mized sample prepared at 1200 °C with an interlayer distance of
about 0.372 nm, suitable Lc value, specic surface area of about
5 m2 g−1, ID/(IG + ID) of about 0.70 and the ratio of sp2 area to sp3

area from C 1s of about 1.85 presented a desirable reversible
capacity of about 305 mA h g−1 with a slope capacity of about
135 mA h g−1 and plateau capacity of about 170 mA h g−1.
Another simple preparation strategy was developed to prepare
graphene-coated low-surface-area HC carbon microspheres
(HCG) by Shi and coworkers by spray drying-direct pyrolysis at
120 °C and 900 °C.62 Specically, SEM and TEM showed that the
as-prepared material possessed a 3D conductive network and
ordered microcrystalline structure. Meanwhile, abundant mes-
opores were detected in the N2 adsorption measurement.
Benetting from its unique microstructure, HCG delivered an
excellent electrochemical performance in SIBs as well as PIBs
with fantastic energy densities (240 and 210 W h kg−1). Signif-
icantly, due to the larger diffusion coefficient and higher
insertion potential in the plateau region, the kinetic analysis
illustrated that the rate capability of HCG in PIBs was better
than that in SIBs. Additionally, similar mechanisms for the
energy storage process of Na and K were also proposed in HCG.
© 2024 The Author(s). Published by the Royal Society of Chemistry
4.1.6 Template-assisted catalytic strategy. It was demon-
strated that the methods applied in previous research, including
increasing the carbonization temperature and decreasing the
heating rate in a normal way, created more short-range-ordered
microstructures in HCs.98 Accordingly, a more advanced
strategy is needed to create HCs with less defects, large size, and
higher levels of internal ordered microstructures to promote the
Na storage performance. Recently, the template-assisted strategy
seems to be an effective method to address the above-mentioned
issues, certainly showing remarkable achievements. For example,
Liu and coworkers employed an external graphite template for
the growth of graphite crystals at 1300 °C and realized the low-
temperature graphitization effect.108 The as-prepared HCs with
high-level ordered structure within the pseudographitic domains
were successfully achieved. Besides, a desirable ICE, high
reversible capacity and fantastic cycle stability were achieved.
Additionally, the full cell assembled with Prussian blue as the
cathode and the as-prepared HC anode exhibited a discharge
capacity of about 256 mA h g−1 and excellent cycling behavior
with 82% capacity retention aer 100 cycles. Aerwards, the
same group reported another study using the same strategy,
applying cotton as a precursor to realize large-area graphite-like
crystals inside the HC microstructure. The large interlayer
spacing inside the perfectly parallel stacked carbon layers was
benecial for the reversible intercalation and deintercalation of
Na+, achieving a dramatically advanced ICE of 95% and specic
capacity as commercial graphite applied in LIBs.109 Besides the
graphite-assisted template, another example of the graphene-
inducing graphitization strategy using a phenolic resin
precursor was reported recently by Huang and coworkers.110 The
formation mechanism elucidated that high temperature would
lead to the arrangement of the aromatic ring in the carbon
precursor along the graphene layer because of the hydrogen
bonding interaction effect (as presented in Fig. 7a–c), which can
be estimated from the Raman and XPS measurements and the
transition of hybridization carbon from sp3 to sp2 state can be
detected. Meanwhile, fewer defects and lower specic surface
area are delivered under this treatment. These unique charac-
teristics of microstructure undoubtedly bring in remarkable
electrochemical performance regarding half-cells and full-cells.
The special microstructure of graphite-like crystals can provide
more possibilities for exploring new properties and applications.

4.1.7 Liquid template-assisted activation strategy. Another
signicant work on the template strategy is the liquid-template
assisted activation strategy reported by Wang and coworkers (as
presented in Fig. 7d).111 Specically, employing rosin as the
precursor via liquid salt template-assisted and potassium
hydroxide dual-activation treatment, a special N-doped HC with
an “egg puff”-like structure was successfully prepared (Fig. 7e–
g), which showed great promise for improving the solid diffu-
sion dynamics and preventing side-reactions during the Na
metal plating process (Fig. 7h). The electrical performances
exhibited that the optimal anode in ether-based electrolyte
possessed an ultrahigh ICE of about 92.9%, specic capacity of
about 367 mA h g−1 at 0.05 A g−1 and 183 mA h g−1 even at
10 A g−1. Furthermore, it also delivered outstanding cycling
Chem. Sci., 2024, 15, 6244–6268 | 6253
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Fig. 7 (a) Proposed formation mechanism of GHCs under different conditions, (b and c) XRD patterns and FTIR spectra of GHCs, (d) diagram for
the preparation of “egg puff”-like HC, (e and f) XRD patterns and Raman spectra of SNQLs, (g) diagram of the structure transformation and (h)
diagram of SEI in different electrolytes.
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behavior with 151 mA h g−1 aer 12 000 cycles at 5 A g−1. This
nding will certainly offer an effective approach for achieving
HC anodes with advanced rate performances.

4.1.8 Metal catalysis strategy. To decrease the challenging
degree of graphitization in HCs, other external conditions can
also be effectively employed, e.g., metal ion-assisted catalytic
carbonization. For instance, Fe-catalyzed phenol-formaldehyde
resin-derived HC was prepared by Goodenough and coworkers
at a relatively low temperature of 800 °C for 4 h.112 This is
a signicant work to achieve long-range ordered microstruc-
tures in HC by adopting the ion-catalyzed effect at a low
temperature, as conrmed by Raman spectroscopy and TEM
images. The formation mechanism of expanded nanographite
and micropores inside the HCs can be ascribed to the fact that
Fe converts the state of sp3 carbon to sp2 and the free rear-
rangement of disordered graphene sheets into expanded
nanographite becomes feasible. As a result, due to the merits of
the structural features, the HCs showed an excellent Li/Na
storage performance. Interestingly, the element of Ni also dis-
played a similar effect as Fe and Zhao's group fabricated N-
doped HC nanoshells by prechelation between Ni2+ and chito-
san.56 Unfortunately, their Na storage behavior was far from
favorable. Moreover, Zhang and coworkers also reported the
preparation of novel hierarchical hollow HC spheres at an even
lower temperature of about 600 °C via the Ni-catalyzed graphi-
tization technique and an ICE of about 86% was obtained.113

Although a metal-ion catalyst can effectively improve the degree
of graphitization at a relatively low temperature, there is much
space to promote the electrochemical behaviors of the as-
prepared HCs in SIBs. Another CVD-like method with Mg
catalysis reaction to prepare hybrid-structured HC integrated
with carbon nanosheets and carbon nanotubes was facilely
developed at 600 °C.114 Given the features of the above-
6254 | Chem. Sci., 2024, 15, 6244–6268
mentioned two compositions, the microstructures in terms of
defects, specic surface area and nanovoids could be regulated
through the synthetic temperature, which greatly contributed to
the slope-dominated specic capacity. The desirable sample
prepared at 600 °C presented the optimal Na storage perfor-
mance with a high specic capacity of about 390 mA h g−1, and
good cycle behavior of about 76.92% aer 100 cycles at
0.05 A g−1. The detailed calculation from the electrochemical
measurements exhibited that this electrode possessed a capac-
itive-controlled mechanism related to the slope-dominated
storage behavior with fast reaction kinetics, accounting for its
excellent rate capability. The full-cell with the-obtained Na3-
V2(PO4)3@C cathode showed a good Na storage performance,
illustrating its practical application in SIBs.

Motivated by the previous reports and to solve the existing
issues, recently, our group proposed metal ion-assisted catalytic
carbonization based on a exible paper towel precursor (Fig. 8a
and b), in which various metal ions including Na+, Cu2+, Ni2+,
Co2+, Fe3+ and Mn2+ metal chlorides with different concentra-
tions were employed.71 By tuning the types of metal ions and
their concentrations, the micropore size and interlayer spacing
of the graphite microcrystalline could be controllably regulated
(Fig. 8c and d). Specically, the TEM images showed that Mn2+

ions with a moderate concentration could precisely tune the
graphitization degree to grow long-order graphene layers. In
contrast, the HCs with a high concentration of metal ions
exhibited over-graphitization features, and subsequently
blocked the accessible channels of Na+. Furthermore, Mn2+ can
break the sp3 carbon bridge between graphene sheets at high
temperatures, leading to the rearrangement of the graphene
sheets, which resulted in the formation of nano-graphite
domains and micropores.115 Moreover, the interaction
between oxygen and metal ions with this special treatment
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 8 (a) TG curves of various HCs under various catalytic conditions. (b) Illustration of HC pyrolysis process tuned by manganese ion. (c)
Illustration of change in the carbon layer with manganese salt concentration. (d) Relationship of interlayer distance and pore diameter with
manganese salt concentration. (e and f) Changing trends of AD1/AG, AD3/AG, d002 and La at various MnCl2 concentrations. (g) Illustration of the
synthesis route of the samples. (h) Diagram of Na+ diffusion in HCM-1300/1500 and HCM-1300/1500-ZBE. (i–k) Electrochemical performances
of various samples.
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could also facilitate the removal of the irreversible oxygen-
enriching defects (Fig. 8e and f). As a result, an ultrahigh
reversible specic capacity of about 336 mA h g−1 and a satis-
factory ICE of about 92.05% were successfully delivered. A more
detailed Na storage mechanism regarding the “adsorption–
intercalation–pore lling-sodium clusters formation” process in
the as-obtained HCs was also reported. The novel metal element
doping strategy can realize both a high ICE and high reversible
specic capacity compared with the non-metal doping route.
Further, this signicant work is of great importance for the
development of high-performance HCs for SIBs.

It is a well-established fact that the rate capability of SIBs is
crucial for their practical applications. Thus so far, signicant
efforts have been devoted to introducing more defects or porosity
in the microstructures of HC anode materials to promote their
rate capability.116 Unfortunately, the overall performances of SIBs
are still unsatisfactory regarding their low ICE and low plateau
capacity when adopting these approaches. Based on this, Zhao
and coworkers constructed a well-regulated structure with ultra-
fast Na+ storage behavior in the range of 0.01–2 V through a ZnO-
assisted bulk etching approach, as shown in Fig. 8g.117 The
coefficient for Na+ diffusion improved by 2 orders of magnitude
and the correlation between the electrochemical performance
and electronic structure of HCs was established (Fig. 8h). More
importantly, the Na storage mechanism in HCs was proved via
comprehensive in(ex) situ techniques, indicating the co-existence
of interlayer Na+ intercalation and nanopore Na lling process
below 0.1 V. Due to the merits of microstructures including high
specic surface area, high content of oxygen, optimal graphic
layers and interlayer spacing distance, unprecedented electro-
chemical performances have been delivered in terms of extremely
high specic capacity of about 501 mA h g−1 at room
© 2024 The Author(s). Published by the Royal Society of Chemistry
temperature, 426 mA h g−1 at −40 °C, and extraordinary
advanced rate capability of 107 mA h g−1 even at a high current
density of about 50 A g−1 (Fig. 8i and k).

Besides the aforementioned investigations, an HC anode
with atomically incorporated zinc single atoms to regulate its
bulk and surface microstructure was also proposed by the same
group recently.118 The optimal HC sample with reduced defect
content, highly developed nanopores (diameter of z0.8 nm)
and expanded graphite regions (d002 = 0.408 nm) exhibited
exceptional Na+ storage behavior. The as-prepared Zn–N4–C
architecture in the HC matrix can be benecial for catalyzing
the decomposition of NaPF6 and formation of a thin and
inorganic-rich SEI, which will lead to fast interfacial Na+ storage
kinetics. The overwhelmingly high reversible capacity of the as-
obtained HC anode of about 546 mA h g−1 at room temperature
and 443 mA h g−1 at−40 °C was achieved. More importantly, an
outstanding rate capability of about 140 mA h g−1 at 50 A g−1

was delivered, outperforming the state-of-the-art electro-
chemical performance in SIBs. When fabricated with an NVP
cathode, a high energy density of about 323 W h kg−1 was
exhibited at a power density of about 7.02 kW kg−1 (based on
the total active mass in both electrodes). These ndings can
eventually provide new opportunities for constructing advanced
HCs and applying them in sustainable energy storage systems.

Generally, to be used in large-scale production, the pre-
treatment processes for HC materials need to meet certain
requirement considerations: rstly, they should possess low
energy consumption characteristics, and secondly, effective
realization of structural regulation of the raw material should
be achieved. Lastly, whether the products from pre-treatment
process have an effect on the equipment used for the high
temperature carbonization step should be considered.
Chem. Sci., 2024, 15, 6244–6268 | 6255
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4.2 Advanced high-temperature carbonization method

In recent years, ultrafast heating methods including Joule
heating, multield-regulated spark plasma sintering (SPS), and
microwave heating have been utilized to develop novel carbon
anode materials, clarifying special and oen advanced behav-
iors compared with the conventional heating strategies. These
unique methods have also opened excellent opportunities for
material synthesis and exhibited extraordinary application
potential in supercapacitors, fuel cells, catalysis, batteries,
lighting devices, waste recycling, sensors, etc. In this section,
the recent research on producing novel HCs by ultrafast heating
methods are summarized, and their advantages and limitations
are also described.

4.2.1 Joule heating. HCs represent carbon materials that
cannot be transformed into graphite at high temperature,
which are commonly derived from sugars, biomass, or polymers
via direct heating or hydrothermal carbonization, followed by
a further pyrolysis treatment at 1000–1873 K.40 They are regar-
ded as the most promising anode materials for SIBs. Given its
merits of scalable, efficient, and rapid features, Joule heating
has been widely used in rapid heat treatments and material
preparation process.119–121 Joule heating is an electrothermal
approach that has the potential to reach a temperature of more
than 3100 K within milliseconds. It seems to offer some envi-
ronmental benets due to the fact that it does not involve the
use of toxic chemicals and provides a new valorization route for
various wastes, most of which are landlled or littered. As re-
ported, Joule heating processes have been employed to
synthesize various nanomaterials with interesting structures
and compositions, such as high-entropy alloys and turbostratic
Fig. 9 (a) Photograph of switchgrass-derived HC via Joule heating. (b–d)
2050 and GC1000. (e and f) Charge–discharge curves of GC-2050 and G
patterns of HCs, (j) change in the structural composition of the material

6256 | Chem. Sci., 2024, 15, 6244–6268
graphene. Furthermore, it can be used as a simple rapid heating
method to kinetically trap volatile products of interest and study
their evolution based on the peak temperature or reaction
duration.119 Specically, it also have been considered as
a specic method in recent research to produce HCs. Also, some
recent groundbreaking research provided novel research
directions for producing HCs for SIBs through this method. In
this respect, Hu and coworkers applied switchgrass as
a biomass example and carbonized it at a high temperature of
greater than 2000 °C via the tailored Joule heating process for
SIB applications, as shown in Fig. 9a.70 An ultrahigh tempera-
ture of about 2050 °C resulted in superior electrical conductivity
and highly ordered pseudographite structure with an interlay-
ered spacing of about 0.376 nm, which were benecial for
achieving a signicant Na+ storage property (Fig. 9b–d).
Compared to the sample prepared at 1000 °C, the switchgrass
prepared under 2050 °C exhibited an apparently enhanced ICE
(Fig. 9e and f). Meanwhile, this HC anode showed an excellent
rate capability due to its improvement of electrical conductivity.
Furthermore, an outstanding cycling performance of up to 87%
capacity retention aer 800 cycles was also achieved. Aer-
wards, they proposed a new idea to obtain highly crystalline
graphitic carbon from lignin-based biomass by employing the
same Joule heating process.122

4.2.2 SPS method. Lately, Titirici and coworkers utilized
the emerging SPS method to prepare HC via a high speed and
boosted pyrolysis process, as presented in Fig. 9g and h.123

Signicantly, lower porosity, smaller surface, fewer defects and
lower oxygen content could be realized compared to that pyro-
lyzed in a traditional way, as detected from the N2 adsorption,
XRD (Fig. 9i), Raman, XPS results. Remarkably, the accelerated
Pore size distribution curves, XRD patterns, and Raman spectra of GC-
C1000, (g) diagram of the SPS system, (h) annealing mechanism, (i) XRD
s and (k and l) electrochemical behaviors of HCs.

© 2024 The Author(s). Published by the Royal Society of Chemistry
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pyrolysis mechanism from the quickly increased carbon sp2

content under the multield effect was elucidated by molecular
dynamic simulations (Fig. 9j). Accordingly, the as-obtained HCs
displayed noticeably promoted kinetics and Na storage capacity
compared to the HCs derived from the traditional route (seen in
Fig. 9k and l). Impressively, many conspicuous advantages
including ultrahigh heating and cooling speeds, high heating
treatment at a specic location with little change in the original
structure of the precursors, and signicantly reduced energy
consumption have been exhibited from Joule heating. However,
this high-temperature carbonization method demands high-
quality instruments and equipment. Thus so far, the investi-
gation devoted in this eld is limited. Consequently, strength-
ening the reports related to this technique is crucial to
commercial development and creating novel HCs in SIBs.

4.2.3 Microwave heating. Besides Joule heating treatment,
another simple and efficient synthesis method of microwave
heating at a high pyrolysis rate of about 100 °C min−1 at low
temperature (700 °C, 800 °C, and 900 °C) was reported recently
by Yang and coworkers.124 In this study, industrial waste plastic
was selected as the precursor to prepare HCs with different
micromorphologies. Particularly, the relationship between the
microstructure and electrochemical properties was also evalu-
ated. The N2 adsorption and TEM pore analysis showed that
MW-900 possessed a large number of closed pores and
a reversible discharge capacity of about 344 mA h g−1 could be
achieved. Moreover, based on theoretical calculations with
Matlab, XRD, in situ Raman and ex situ XPS measurements, an
Na+ storage mechanism based on adsorption–intercalation and
pore-lling process was proposed. This nding can offer guid-
ance for designing high-performance anode materials in energy
storage devices.

In conclusion, advanced high-temperature carbonization
methods exhibit the ability to reach extremely high tempera-
tures with rapid heating and cooling rates and increase the
efficiency and decrease the heat loss, resulting in low energy
consumption. However, some limitations and challenges
should be considered in large-scale production processes.
Firstly, all ultrafast heating strategies face difficulties in
precise measurement and controlling the reaction tempera-
ture. Secondly, it still remains a challenge to establish
a correlation between the synthetic conditions or parameters
during the ultrafast heating process and the structure of the
obtained HCs, which precludes the rational and controllable
synthesis and design of HCs. Finally, safety factors should be
considered.
4.3 Advanced post-treatment method

Besides the previously mentioned pre-treatment and direct
carbonization strategy to acquire high-performance HCs, in
recent years, it has been found that post-treatment is also an
effective method to obtain superior-performance HCs. Gener-
ally, some synthesized HCs are used to prepare electrodes and
adopted in energy storage systems directly, but there are many
reports including the post-treatment of the electrode materials
and the multilayer coating for electrodes, which display an
© 2024 The Author(s). Published by the Royal Society of Chemistry
enhancement in electrochemical performance. In this section,
some advanced post-treatment methods are summarized.

4.3.1 CVD strategy. According to the reported mechanism
of the Na storage process, the pore structure, as one of the most
important components inside the HC microstructure, plays an
essential role in the electrochemical performance for SIBs.
Besides the aforementioned pore closing method and pore-
forming strategy under high temperature treatment, sieving
carbon (SC) with tightened pore entrances proposed by Yang
and coworkers through chemical vapor deposition (CVD) with
methane was proven to be another effective strategy to obtain
high-performance HCs, as shown in Fig. 10a.65 The resultant SC
anode material with a decreased specic surface area inevitably
suppressed the formation of an excessive SEI lm (Fig. 10b),
which could be inspected through SAXS analysis (Fig. 10c). As
a result, the ICE was evidently improved from 16% to 81%.
Moreover, Na clusters emerged inside the nanopores; mean-
while, regulating the body diameter of the nanopores achieved
a high reversible capacity originating from Na cluster forma-
tion, and consequently an extraordinary high specic capacity
of about 430 mA h g−1 was delivered. Specically, the precise
progress of the Na clustering process from Na ions to the
formation of Na clusters could be observed from the theoretical
calculation, and four types of distinct Na groups existed
according to the different Löwdin charges and carbon envi-
ronments, elucidating the different interactions between
carbon and Na. Hence, the achievement of the modication of
the nanopores exhibited the great potential development of
porous carbons for practical anode applications. Aer that, by
using the CVD method, Xie and coworkers designed and
prepared HCs coated with a homogeneous curly graphene layer
(HC-CG) without catalysts.125 In this unique construction, the
graphene layer coating not only shielded the surface defects of
HCs but also enhanced their electronic/ionic conductivity,
resulting in a desirable ICE of about 89.3%. At the same time,
the curling structural features of graphene layer led to the
formation of numerous micropores with additional active sites,
achieving a high specic capacity of about 358 mA h g−1. In
particular, an outstanding rate capability and excellent cycle
stability were also obtained. This research offers an easy defect/
microstructure regulation approach for HCs and deepens the
understanding of the mechanism for Na storage in the plateau
region.

However, until recently, few strategies have focused on the
modulation of microstructural systems for the simultaneous
construction of graphite-like structural domains and micropo-
rous structures in bulk carbon. In this regard, Cao and
coworkers rstly proposed a space-conned chemical vapor
deposition approach to ll graphitic-like carbon domains into
the micropores of commercial activated carbon to form lled
HCs with tunable microstructures.126 By tuning the preparation
condition, the micropores of the lled carbon, size of the
graphitic carbon domains and interlayer spacing of graphitic
carbon could be effectively regulated. Impressively, the as-
obtained lled carbon exhibited outstanding electrochemical
performances in LIB, SIB and PIB devices. Specically, an
ultrahigh specic capacity of about 435.5 mA h g−1 and
Chem. Sci., 2024, 15, 6244–6268 | 6257
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Fig. 10 (a) Process for the preparation of sieving carbons via CVD. (b) Illustration of a typical porous carbon (left) to produce sieving carbon
(right), and the corresponding IEDLs. (c) Charge/discharge curves and SAXS patterns of PC and SC anodes, and inset: the relative location of the
SEI to the nanopores. (d) Diagram of preparation process for integrative carbon network (ICN). (e and f) Raman spectra and XRD patterns of ICN-
X. (g) Charge–discharge curves for Na3V2(PO4)3//ICN-200 W full battery. (h) Illustration for depositing Al2O3 on the surface of HC via ALD
process. (i) Influence of ALD-Al2O3 coating on HCs. (j and k) Diagram of Al2O3 layer coating preparation process and improving the ICE of the HC
electrode.
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desirable cycle behavior with 80% capacity retention over 1000
cycles could be achieved for SIBs. Furthermore, the micro-
structures and electrochemical properties of the lled carbon
prepared from various carbon substrates and carbon sources
were systematically investigated. It was determined that it is
favorable for large-scale production when benzene and its
derivatives are applied as the carbon sources, which can be
ascribed to the fact that the as-obtained carbon materials
exhibited moderate sodium storage capacity but high ICE, and
the as-prepared materials were easy to control due to the satu-
ration deposition and slow deposition rate. This signicant
work can offer a practical approach to engineer commercial
carbon materials to construct advanced HCs for high-
performance alkali metal-ion batteries.

4.3.2 Plasma-assisted method. Owing to the fact that elec-
trochemical reactions take place on the electrode/electrolyte
interface, the surface chemistry of HC anodes is crucial in
energy storage systems and valid measures for surface modi-
cations are urgently needed. Based on this, Xie and coworkers
proposed a low-temperature oxygen plasma treatment strategy
6258 | Chem. Sci., 2024, 15, 6244–6268
with non-destructive feature for tailoring the surface chemistry of
commercial HC.127 According to the Raman and XRD results, the
resultant optimal electrode material showed a low defective
surface and highly ordered structure with no obvious change in
layer spacing, which undoubtedly favored the process of Na+ de/
insertion and helped to reduce the corresponding side reactions.
Besides, XPS revealed that oxygen functional groups (C]O) were
generated on the surface of HCs under this treatment, creating
more active sites for Na+ storage. Because of the regulation of its
microstructure, the as-prepared optimized HC presented
a signicant improvement in ICE from 60.6% to 80.9%. Also,
a desirable specic capacity and excellent rate capability were
exhibited. This nding can offer a possible route to regulate the
surface chemistry for the construction of high-performance HCs
in energy storage devices. Inspired by the above-mentioned
study, accurately tuning the functional groups especially
oxygen-containing functional groups in the HC precursors is
another meaningful way to obtain a satisfactory Na storage
performance. In fact, the correlation between the inuence of
original oxygen-containing groups inside in precursor on the
© 2024 The Author(s). Published by the Royal Society of Chemistry
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nal microstructure and Na storage behavior is not clear yet to
date. Thus, Hu and coworkers conducted very interesting
research applying anthraquinone derivatives as precursors with
different oxygen-containing functional groups to prepare
different disordered carbon anodes for SIBs.128 This signicant
work can offer valuable guidance for the rational regulation of the
functional groups inside HCs for high-performance SIBs.

Another feasible and rapid method of the plasma-assisted
chemical vapor deposition process was proposed at a relatively
low carbonization temperature (900 °C) by Li and coworkers.66 As
a consequence, a novel integrative carbon network material (ICN)
was successfully prepared on a large scale, as presented in
Fig. 10d. Signicantly, surface plasma treatment can effectively
control the content of –C]O groups, interlayer spacing and order
degree of surface carbon stacking layers, which were further
conrmed by XPS, XRD and Raman measurements (Fig. 10e and
f). Accordingly, all-round improvements were exhibited for the
optimal sample (content of –C]O groups of about 39.7% and d002
of about 0.367 nm), including an extremely high specic capacity
of about 389.5mA h g−1, excellent rate performance (285mA h g−1

at 2000 mA g−1), and excellent cycle behavior (72.2% over 10 000
cycles). The dynamic analysis illustrated that the capacitive
mechanism for Na+ rapidly inserting/adsorbing with the surface/
subsurface atomsmainly led to the improved Na storage behavior.
The full-cell assembled with an NVP cathode could successfully
light a diode with ultra-high rate capability, indicating its poten-
tial for practical application (seen in Fig. 10g). These ndings
shed light on the microstructure regulation of long-life perfor-
mance HCs in SIBs. Furthermore, the plasma-assisted method
will be more widely used for material preparation if the regulation
of functional group homogeneity can be achieved.

4.3.3 Coating approach. HC anode materials, especially
their properties on the surface, also have a signicant impact on
the solid electrolyte interface (SEI), and subsequently affect the
electrochemical performance of the energy storage devices.
Research on LIBs showed that the thickness of the SEI lm
formed on the edge plane of the graphite anode is several times
higher than that on the base plane, and the chemical compo-
sition on the surface of the anode material can inevitably
change the lm-forming potential of the SEI layer, and followed
the inuence of its chemical connection with the surface of the
electrode, thereby affecting the ion transportation and interfa-
cial charge transfer of the SEI interfacial process.129 Based on
this, Sun et al. used an extremely thin layer of Al2O3 deposited
on the surface of Na as an articial SEI lm, and they found that
the Al2O3 layer could not only inhibit the production of Na
dendrites, but also affect the thickness and composition of the
SEI lm.130 Very recently, Cao and coworkers reported the direct
atomic layer deposition (ALD) of an ultrathin Al2O3 layer on the
surface of HCs in SIBs (shown in Fig. 10h), which showed that
the real thickness of the as-prepared HC with 20 ALD cycles
(SHC-ALD20) reached up to 2.1 nm by accurately depositing an
Al2O3 layer on a silicon wafer, indicating a thickness of about
0.105 nm per ALD cycle during the Al2O3 layer deposition
process.131 This is consistent with the thickness evaluated from
the TEM analysis (about 2.2 nm). Moreover, the specic surface
area of SHC-ALD20 also decreased from 385 m2 g−1 for the
© 2024 The Author(s). Published by the Royal Society of Chemistry
uncoated anode to 331 m2 g−1, with a simultaneously decrease
in the total pore volume from 0.212 cm3 g−1 to 0.179 cm3 g−1,
demonstrating that the inner pores of HCs can be lled by Al2O3

to some extent, but not the whole nanopores because of the
limited dangling bonds (C–O–H) and steric hindrance. The
results claried that the Al2O3 lm can serve as an “articial
SEI” on the HC anode surface (presented in Fig. 10i), efficiently
suppressing the decomposition of the electrolyte and subse-
quent high ICE (75%) and cycle performance (90.7% capacity
retention aer 150 cycles) with the optimal thickness of 2 nm.
Furthermore, the deposited Al2O3 layer could effectively reduce
the electrode overpotential and interfacial resistance, resulting
in an increased reversible capacity of about 355 mA h g−1. With
the precise regulation of the thickness of the coating layer by the
ALD method, research can offer guidance for the surface
modication strategy to promote the interface stability of HCs
for high-performance SIBs.

In contrast to the expensive equipment required for the ALD
method, another convenient and versatile surface engineering
way to improve the ICE was reported by Wu et al. By con-
structing a stable homo-type amorphous Al2O3 layer through
a normal hydrothermal treatment coating approach (Fig. 10j),
the as-prepared HC material showed a decreased specic
surface area of 6.91 m2 g−1.132 Meanwhile, the value of ID/IG
decreased with an increase in Al2O3 content in the Raman
spectra, demonstrating that the Al2O3 coating layer is benecial
for reducing the content of active sites and defects in HCs.
Additionally, an ultrathin Al2O3 coating layer of about 4 nmwith
a lower disorder degree was expected to suppress excessive side
reactions, which could reduce the irreversible Na adsorption,
and subsequently improve the ICE (from 64.7% to 81.1%) for
HC (Fig. 10k). More interestingly, the full cell device assembled
with the resultant HC electrode also exhibited much better
electrochemical behaviors, indicating that this straightforward
surface modication method can signicantly boost the prac-
tical application of high-performance SIBs.

Furthermore, kinetically controllable coating technology is
a highly controllable liquid-phase coating method emerging in
recent years. By accurately tuning the kinetic parameters of the
coating process, the coating layer can be uniformly and
controllable deposited on the surface of the electrode materials
to prepare a uniform nanoscale coating layer.133 Compared with
physical methods such as the aforementioned ALD and
magnetron sputtering, it exhibits outstanding advantages such
as simple process, low cost and easy magnication features. For
example, Wan et al. used this technique to control the deposi-
tion dynamics by adjusting the initial pH and using urea as
a sustained release agent, and a 10–90 nm-thick AlPO4 layer was
successfully deposited on the surface of LiCo2O3, greatly
improving the recycling performance of the material.134 Surface
coating can efficiently regulate the surface properties of mate-
rials without affecting the internal structure. Kinetic control-
lable coating technology can also be applied to HCs, which
cannot affect their internal structure and characteristics, thus
maintaining a high capacity, and has great potential in the
regulation of surface characteristics such as specic surface
area, chemical composition and structure.
Chem. Sci., 2024, 15, 6244–6268 | 6259
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4.3.4 Surface engineering approach. It has been realized
that the physical and chemical properties of HCs can be opti-
mized via surface engineering approaches, subsequently
leading to a promoted electrochemical performance. Specially,
the in situmethod is an impressive one and has been carried out
to achieve surface modication successfully. The in situ electro-
polymerization process was adopted by Wu et al.135 to modify
the surface of HC with 2,2-dimethylvinyl boric acid (DEBA), in
which the C]C bonds formed a polymer network during the
electrochemical test process. Accordingly, it resulted in the
inhibition of the irreversible decomposition of the electrolyte
and generation of a thinner SEI owing to the passive protecting
layer. Therefore, an obviously improved ICE and cycle perfor-
mance were acquired for HC-DEBA.

The desolvation process has been claried to be one of the
key reason that severely affects the Na+ diffusion kinetics and
the formation of an SEI. Recently, Zhou and coworkers
proposed a step-by-step desolvation strategy to enable the rate
capability and cycle stability of Na+ storage in ester- and ether-
based electrolytes.136 A 3 Å zeolite molecular sieve lm with
a well-dened nanopore (3.2 Å) was selected to regulate the
Fig. 11 (a) Comparison of the kinetics of desolvation and Na+ transport th
desolvation procedure. (c) Relationship between electrolyte concentratio
different electrolytes. (g) TEM image of HC after 100 cycles in different ele
SEI formed in different electrolytes at various etching times.

6260 | Chem. Sci., 2024, 15, 6244–6268
desolvation process and the associated interfacial behavior.
Then the desolvation process and charge transport dynamics of
the molecular sieve lm-coated HC were analyzed in detail, as
shown in Fig. 11a and b, respectively. Specically, the solvated
Na+ was not completely desolvated through the nanopore of the
molecular sieve lm and formed naked Na+, but generated
a solvent structure with higher aggregation, which can be
regarded as partial desolvation or pre-desolvation and well
demonstrated via Raman and IR spectroscopy on the zeolite
molecular sieve lm (Fig. 11c). Thus, the unique pre-desolvation
process will lead to different interfacial charge transport
kinetics. Therefore, the synergistic improvement in the Na+

transport dynamics is benecial for acquiring a fabulous rate
capability, high specic capacity and cycle stability (Fig. 11d–f).
This can be ascribed to the fact that the desolvation activation
energy of the HC anode using the pre-desolvated electrolyte
(10.87 kJ mol−1) was signicantly lower than that using the
original 1 M NaPF6-G2 electrolyte (21.87 kJ mol−1) and
promoted the formation of a thinner and inorganic-based SEI
(3.1 nm), which greatly reduced the activation energy of Na+

transport through the SEI (Fig. 11g and h). This special route
rough the SEI in different electrolytes. (b) Diagram of the step-by-step
n and coordinated PF6

−. (d–f) Electrochemical performance of HC in
ctrolytes and the related SEI thickness profile. (h) NaF signal changes of
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can provide novel possibilities for elevating the rate perfor-
mance and cycle behavior of HC anode in SIBs.

Construction of a homogenous and inorganic-rich SEI on the
HC anode plays a signicantly important role in the electro-
chemical behaviors of SIBs. However, the constitution and
thickness of the formed SEI layer originating from the employed
ester electrolytes cannot satisfy the aforementioned needs.
Motivated by this, recently, Bai and coworkers innovatively
proposed a interfacial catalysis mechanism to gain the desirable
SEI in the adopted ester electrolytes by accurately implanting
C]O for reconstructing the surface functionality of HCs
(Fig. 12a), which could be detected and observed by TEM
(Fig. 12b) and XPSmeasurements.137 Accordingly, the interfacial
properties of the HC anode surface were optimized, and its Na
storage performance was comprehensively improved (Fig. 12c
and d). For the rst time, an SEI layer with uniform and stable
inorganic substances derived from the ester electrolyte was
realized, and the structure–activity relationship between the
Fig. 12 (a) Illustration of the surface-functionality-reconstruction strat
contents of CA, (c) GCD curves and (d) rate performances for HC anod
energies by different oxygen-functional groups. (g) Diagram of SEI form

© 2024 The Author(s). Published by the Royal Society of Chemistry
optimization of the interfacial property and the improvement in
Na storage performance was further claried (Fig. 12e and f).
Besides, the interfacial catalysis mechanism of the C]O group
inducing the formation of inorganic substances by the SEI was
revealed, as seen in Fig. 12g. As a result, it effectively restrained
the excessive solvent decomposition, and also obviously
promoted the structural stability and interfacial Na+ transfer of
SEI on HCs. An fabulous advanced ICE of about 93.2%, ultra-
high reversible capacity of about 379.6 mA h g−1 and superior
cycling behavior (no obvious degradation in capacity over 10
000 cycles) could be achieved.

Overall, in the case of the post-processing step, whether it is
structural modication or modulation of the interface between
the electrode and electrolyte, it needs to be simple and easy with
scaling-up potential to achieve effectively enhanced material
properties without generating defects. Besides, it is necessary to
ensure the homogeneity of the nal products through these
modication approaches when scaled up for practical production.
egy of HC anodes, (b) TEM images of the HC anodes with different
es. (e) Binding energies of EC, DEC and NaPF6 and (f) Na+ adsorption
ation under a controllable catalysis mechanism in an ester electrolyte.
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5. Theoretical calculations

Despite the enormous experiments undertaken towards the
optimal process conditions to achieve high-performance HC
anodes for SIBs, some experimental limitations still exist, such as
difficulty in real-time observation and limited observational scales.
In this regard, theoretical calculation approaches can be employed
to solve the aforementioned challenges for the application of HC.
5.1 Annealing-molecular dynamics (MD) simulation

MD simulation refers to the method of combining theoretical
and computational techniques to simulate or emulate the
microscopic behavior of molecular motion, which can accu-
rately describe various physical phenomena of deformation and
evolution features for materials on the nanoscale, and further to
extract the physical and mechanical parameters of nano-
materials. This advanced technology can not only get the
trajectory of atoms, but also can observe various microscopic
details in the process of atomic motion.

MD simulations are oen used to generate realistic carbon
models at tens of nanometers and predict their microstructure–
property relationships, as presented in Fig. 13a.138 Combining
annealing-MD simulations and the Arrhenius framework, a series
of large-scalemolecularmodels for a cellulose-basedHC anode was
constructed to reproduce the main experimental characteristics at
different annealing temperatures in Zhang's work.139 Accordingly,
the representative structural features and the detailed trans-
formation information of each annealing stage at the atomic scale
could be obtained. More interestingly, based on the resultant
models, ReaxFF-MD could be applied to examine the sodium
behavior in HCs with varying nanostructures. In the actual
production process of HCs, it is difficult to use in situ tools to
Fig. 13 Theoretical calculations: (a) annealing-MD simulation, (b) DFT
techniques.

6262 | Chem. Sci., 2024, 15, 6244–6268
observe the changes in their microstructures, and therefore simu-
lation through theory becomes an effective means. By employing
this method, Titirici and coworkers elucidated the mechanism of
the remarkably accelerated pyrolysis from the quickly increased
carbon sp2 content under the multield effect for the ultrafast
synthesis of HCs via the SPS approach.123 This meaningful method
can give protable guidance for atomic insight into the material
design and sodium storage behavior of HCs for SIB.
5.2 Density functional theory (DFT)

DFT is a method to investigate the electronic structure of multi-
electronic systems and oen combined with related experiments
as a complement and extension of the experimental disciplines.
By studying the structure of materials (e.g., bond lengths and
vibrations), the mechanisms behind the matter can be further
explored, which is widely used in the eld of energy storage.

It can effectively predict the electronic structure of a material
(such as its highest occupied molecular orbitals, lowest unoc-
cupied electron energy level orbitals, Fermi energy level, and
band gap). Meanwhile, the nature of electron transport, espe-
cially the transportation and diffusion of sodium ions can be
predicted, thus achieving sodium conductivity. Furthermore,
the prediction of the stability of battery systems can also be
obtained based on the existing materials database. Particularly,
the effect of different functional groups of HCs on sodium
storage behaviors and different defects and layer spacing
distances can also be calculated. Meanwhile, to support some
experimental results, DFT can be applied to evaluate the
binding energies and the density of states for anode materials
(as shown in Fig. 13b) and even the electrode/electrolyte inter-
face, providing new opportunities and insights to explore and
understand the underlying Na+ storage mechanisms.140,141
simulation, (c) machine learning technique and (d) image recognition

© 2024 The Author(s). Published by the Royal Society of Chemistry
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5.3 Machine learning

At present, the design and development of materials mainly rely
on the traditional “trial and error” experimental methods to
prepare and test samples, which are associated with the draw-
backs including long period, low efficiency, high cost and
certain degree of inconsistency. Alternatively, the application of
machine learning in the design and development of materials,
the implied relationship between parameters can be extracted
from a large number of experimental data (including compo-
sition, macroscopic properties, organizational structure, energy
characteristics of the parameters and process parameters), and
the property inuencing factors and changing rules can be
found, and the prediction model can be created to guide the
design of new materials.

Machine learning is an efficient, accurate and scalable
research tool and methodology that has emerged in recent years,
which can be applied for electrochemical data analysis, predic-
tion, and optimization (Fig. 13c). Particularly, machine learning
techniques can bringmore possibilities in the design of electrode
materials for energy storage devices with the characteristics of
high computational efficiency and accuracy.142,143 Furthermore,
they can not only predict the cost and properties of the materials,
but also provide the prediction of the lifetime for the prepared
materials. Therefore, they are encouraging methods established
for screening electrode materials and can be extended to
screening the synthesis methods for the preparation of HCs.
5.4 Image analysis technique

The typical material image characterization process including
material preparation, structural characterization, and later image
analysis and annotation all need to be tedious manually
completed, not only showing low efficiency and high margin of
error, but also will miss the differences of many tiny topological
structures. This makes it difficult to fully understand the struc-
tural properties of thematerial, greatly reducing the possibility to
discover new materials and new structures for application.

Regarding the development of HC applications, it is limited by
the comprehension of their complicated microstructures. Alter-
natively, the distribution of structural features can contribute to
the atomistic representations of HC, presenting some perfor-
mance optimization approaches.144 Particularly, it is worth noting
that some parameters obtained from physical measurements,
especially HRTEM, can be easily acquired by utilizing image
analysis soware (Fig. 13d).145 Combined with XPS, SAXS, FT-IR,
XRD, LDIMS, etc., the molecular structure of HCs for SIBs can be
investigated in great detail by creating a three-dimensional
model and the structural ordering, pore size distribution, orien-
tation, and chemical diversity can be successfully captured,
which is expected to help the further exploration of the rela-
tionship between microstructure and electrochemical behavior.

Overall, the remarkable achievements from advanced theo-
retical calculation approaches are continuously developing to
allow new discoveries and a better fundamental understanding
of the structure/material evolution and energy storage mecha-
nisms, and thus it is highly desirable to achieve high-
performance HCs and realize their large-scale production.
© 2024 The Author(s). Published by the Royal Society of Chemistry
6. Summary and outlook

With the increasing impact of lithium resource constraints, the
development of SIBs has received signicant attention and been
boosted in recently. However, the progress of the anode side
becomes the rate-determining step in this process. HCs are
regarded as the most promising anode materials for commer-
cialization in SIBs owing to their merits including low cost,
abundant resources and high reversible specic capacity. Hence,
rational design and effective strategies to regulate the structure of
HC play an essential role in promoting the development of SIBs.
The synthesis of HCs through various methods in the recent
literature was summarized, and also the possibilities of their
large-scale practical applications from potential laboratory tech-
nologies analyzed in this review. Specically, the advanced
strategies can be divided into two aspects, i.e., those exhibiting
great potential for scaled-up production and about frontier
techniques (Fig. 14). Notably, the common characteristics of the
methods with large-scale application prospects demonstrate low
difficulty in scaling up production, high preparation efficiency,
and overall enhancement in electrochemical performance for HC
anode materials. Alternatively, the frontier techniques, for
example, SC with tightened pore entrances via CVD coating, can
inevitably suppress the formation of excessive SEI lm and result
in an obvious enhancement in ICE. Nevertheless, it is difficult to
realize homogeneous coating via this unique method in large-
scale production procedures. In addition, unprecedented rate
capability and low-temperature electrochemical performance
have been delivered for HCs through the ZnO-assisted bulk
etching method. However, the tedious preparation steps and
drop-wise process for polymerization reaction are major obsta-
cles preventing its commercialization progress. Besides, the low-
temperature oxygen plasma technique with non-destructive
features for tailoring the surface chemistry of HCs has been
successfully achieved. However, the precise regulation of the
contents and congurations for different functional groups are
still huge challenges.

Despite the encouraging achievements obtained to date, the
development of SIBs is still in the early stages and the exploration
of novel approaches to achieve high-performance HCs for large-
scale production are still urgently needed. As mentioned, limita-
tions still exist in the preparation efficiency and Na storage
performance of HCs prepared by the traditional methods. The
novel and advanced strategies, combined with the advantages of
the advanced pre-treatmentmethods, advanced high-temperature
carbonization approaches and advanced post-treating strategies,
which realize large-scale production, while maintaining an
excellent performance will show practical signicance (Fig. 14a–l).
In detail, in the traditional methods, their slow heating rate leads
to long reaction times and lower yield, causing the high cost of
nal HC product, and the electrochemical performance of these
HC product is also normal. In the case of the combination of the
aforementioned advanced methods (Fig. 14c–i), on the one hand,
the cost will increase due to the greater number of synthesis steps.
On the other hand, the shorter reaction time will reduce the
inuence of the increased cost, and the electrochemical
Chem. Sci., 2024, 15, 6244–6268 | 6263
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Fig. 14 Illustration of traditional methods and advanced strategies and comparison between traditional, advanced methods and target
approaches in the future for HC preparation.
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performance (including rate capability, ICE, and capacity) will
achieve huge promotion by modifying the preparation method
(Fig. 14m). Overall, there are still lots of challenges remaining to
realize the target. Specically, the follow-up investigation can be
conducted from the following aspects:

(1) Common precursors for the preparation of HCs include
biomass, synthetic polymers and fossil fuels. Signicant perfor-
mances differs a lot according to various precursors. Meanwhile,
because of the different sources of precursor feedstocks, there are
also noteworthy differences in the cost and composition of HCs.
Consequently, the selection of precursors and accumulation of
process technology are the key factors in the development of HCs.

(2) Seek new synthesis methods and technologies to opti-
mize the synthesis process and develop new instruments and
equipment with the merits of scalable, efficient, and rapid
features for the preparation of HCs to realize high efficiency and
high performance. Besides, the establishment of mature testing
and evaluation systems should be created to provide more
information to guide the design of materials.

(3) Combining the advantages of different advanced
methods including template-assisted strategies, Joule heating,
plasma, and ALD to achieve an overall improvement in the
electrochemical behaviors of HCs. In addition, the optimization
6264 | Chem. Sci., 2024, 15, 6244–6268
of other components of the battery system is also of signicant
importance for the performance of HC anodes, and more
research is required for their renement.

(4) Accurately and controllably constructing advanced
methods to clarify the conformational relationship of method–
structure–performance for HCs and related exploration for their
scaled-up production. Furthermore, it is urgently needed to
extend the means of measurement and characterization and
strengthen the research on the sodium storage mechanism for
the professional customization of HC anodes.

(5) To achieve a systematic meaningful result, advanced
theoretical calculation methods with experimental processes
can be combined to reduce the trial and error time, improve the
production efficiency and save costs, further resulting in novel
ground-breaking discoveries and providing valuable guidance
for the scaled-up production of HCs.

(6) Developing research collaborations between commercial
product users and HCs manufacturers and strengthening
communication of desired characteristics and nal goals of
products can help to regulate the microstructures, resulting in
the higher-quality implementation of HCs. Simultaneously,
considerations from cross-industry or academic-industrial
collaborations can also foster the development of HCs.
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Overall, thus far, although the exploration of new
approaches to realize high-performance HCs is limited and
there are still some challenges existing, the acceleration of
research and development of related technologies is highly
encouraged to overcome the unsolved issues. Furthermore, the
comparison and combination of traditional and advanced
methods is expected to achieve more perfect preparation
approaches in the future (as shown in Fig. 14m). We hope that
the comprehensive description in this review can provide
benecial guidance to actualize the truly rational design of
advanced HC anodes aimed at the industrialization of SIBs and
assist in formulating design rules for developing high-end
advanced electrode materials for energy storage devices.
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144 P. Pré, G. Huchet, D. Jeulin, J.-N. Rouzaud, M. Sennour and

A. Thorel, Carbon, 2013, 52, 239–258.
145 J. Li, T. Li, C. Peng, J. Li and H. Zhang, J. Electrochem. Soc.,

2022, 169, 070517.
© 2024 The Author(s). Published by the Royal Society of Chemistry

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d4sc00734d

	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective

	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective

	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective

	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective
	Hard carbon for sodium-ion batteries: progress, strategies and future perspective


