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abled hybridization strategy to
construct pharmacologically cooperative
therapeutics for augmented anticancer efficacy†

Huan Wang, a Xinchen Liu,b Xiangyu Yan,c Yong Du,c Fang Pu,a Jinsong Ren *a

and Xiaogang Qu *a

The drug design principles are of great value in developing nanomedicines with favorable functionalities.

Herein we propose a nanocarbon-enabled hybridization strategy to construct a pharmacologically

cooperative nanodrug for improved cancer therapy in the light of pharmacophore hybridization in

medicinal chemistry and the synthetic principles of nanocarbons. An antioxidant defense

pharmacological inhibitor and a co-nucleation precursor are structurally hybridized into nanodrugs

(SCACDs) via forming carbon quantum dots. These SCACDs elicit dual enhanced bioactivities, including

superior sonocatalytic activity that arose from the appropriate band structure of the pharmacophoric

carbon cores, and more than an order of magnitude higher antioxidant defense inhibitory activity than

the pharmacological inhibitor via conveying the bioactive pharmacophores from the molecular level to

nanoscale. In vivo, SCACDs possess a long body retention and desirable biodistribution to eliminate

melanoma cells at a very low injection dose. The present study provides a viable yet effective strategy for

the development of pharmacologically cooperative nanodrugs to achieve remarkably improved

therapeutic efficacy.
Introduction

Pharmacophore hybridization has been regarded as an effective
approach in medicinal chemistry to realize improved thera-
peutic outcomes via the combination of two distinct pharma-
cophoric moieties that have different but cooperative
bioactivities into a new hybrid scaffold.1–3 Through the fusion of
pharmacologically active domains of the known drugs, such
a powerful approach has shown great promise for treating
various diseases such as bacterial infections, viral infections,
and malaria, as well as cancer to overcome drug resistance or
increase the pharmacological efficacy of parent drugs.4–10

Importantly, a single hybrid medication with a dual mode of
action shows pharmacokinetic advantages over the co-
administration of two distinct parent drugs by possessing
a simpler pharmacokinetic prole, avoiding the differences in
pharmacokinetics of parent drugs, drug–drug interactions, and
adverse reactions. However, roadblocks regarding poor water
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solubility, short body retention, and low specicity of small
molecule hybrid medicines lead to diminished therapeutic
efficacy. Such dilemmas in drug development can be overcome
by referring to the principles of nanomedicine that focus on
drug delivery.11–14 Yet, nanocarriers used for drug delivery
usually raise safety concerns caused by the increased dosing
requirements due to the limited cargo loading capacity and
complex drug–carrier interactions.15–17 Recently, drug self-
delivery systems manufactured via molecular self-assembly
strategies can realize the delivery of drug combinations
without the aid of additional nanocarriers.18–25 Nonetheless,
shortcomings including the insufficient bio-stability and lack of
self-assembly potential of required pharmaceutical ingredients
still remain and hinder further translation.26,27 Thus, alternative
but effective strategies are urgently needed for the construction
of nanodrugs with cooperative bioactivities for advanced
efficacy.

Zero-dimensional carbon quantum dots (CQDs) have
attracted great attention in nanomedicine due to their wide-
spread sources, high bio-stability, nontoxicity, and long body
retention.28–32 In particular, the precursor-dependent structural
diversities of the inner carbon cores as well as the outer func-
tional groups provide CQDs with versatile physicochemical
properties and functionalities.33–41 In this regard, we put
forward a nanocarbon-enabled hybridization strategy to realize
the fusion of different but cooperative pharmacophoric moie-
ties in a single nanoformulation via the synthetic principles of
© 2024 The Author(s). Published by the Royal Society of Chemistry
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CQDs. In such a strategy, both the outer functional groups and
the inner carbon cores in the nanoformulation can elicit desired
pharmacological activities via rationally selecting precursors
with appropriate bioactive moieties and polymerizable moie-
ties, addressing the problems in both nanomedicine and
medicinal chemistry to construct pharmacologically coopera-
tive nanodrugs from small molecule drugs for remarkably
enhanced efficacy.

As a proof-of-concept, the xCT antioxidant mechanism is
selected herein as the therapeutic target to cooperatively
enhance the efficacy of sonosensitizer-mediated sonodynamic
therapy (SDT) of cancer. The xCT antioxidant mechanism is
commonly elevated in cancer cells to confer resistance to ther-
apeutics that rely on the generation of reactive oxygen species
(ROS).42–45 Notably, the efficacies of xCT pharmacological
inhibitors and common sonosensitizers are generally hindered
by the shortcomings such as small molecule drugs and insuf-
cient sonocatalytic activity.46–48 To achieve efficacious cooper-
ativity, the xCT pharmacological inhibitor sulfasalazine is
selected to hybridize with a co-nucleation precursor following
our nanocarbon-enabled hybridization strategy to construct
a pharmacologically cooperative CQD nanodrug (SCACDs) for
ultrasound (US)-activated cancer therapy (Fig. 1a and b). Such
a strategy endows SCACDs with dual enhanced pharmacological
activities, which not only are 2–5 times superior to the classical
nanoscale sonosensitizer TiO2 in sonocatalytic generation of
ROS owing to the appropriate band structure of the pharma-
cophoric carbon cores, but also show more than an order of
magnitude higher antioxidant defense inhibitory activity than
sulfasalazine via the transfer of the bioactive pharmacophores
to the nanoscale. Through the pharmacological fusion at the
nanoscale, SCACDs demonstrate a long body retention and
favorable biodistribution and thus elicit dramatically enhanced
anticancer efficacy at a very low injection dose in vivo.

Results and discussion

The SCACDs were synthesized via an alkali-assisted carboniza-
tion approach by using the xCT pharmacological inhibitor sul-
fasalazine as the pharmacophoric precursor, and citric acid as
the co-nucleation precursor for promoting the carbonization
and aromatization of the carbon cores. Such a carbonization
process converted the orange-colored sulfasalazine and white-
colored citric acid into the brown-colored SCACD product as
indicated in Fig. S1.† The morphologies of the SCACDs were
investigated by transmission electron microscopy (TEM)
imaging. As shown in Fig. 1c, these SCACDs were extremely
homogeneous with an average size of 2.44 nm (Fig. S2†). Fourier
transform infrared spectroscopy (FT-IR) indicated the forma-
tion of the graphitic carbon cores in SCACDs, which showed the
typical characteristic bands of the graphitic structure derived
from citric acid (Fig. 2a). The powder X-ray diffraction (PXRD)
pattern of SCACDs as indicated in Fig. 2b showed the charac-
teristic diffractions of graphitic carbon.31 Indeed, the Raman
spectrum of SCACDs consisted of the D band and the G band,
further indicating the formation of the graphitic carbon cores
(Fig. 2c).33 In addition, compared with the precursors
© 2024 The Author(s). Published by the Royal Society of Chemistry
sulfasalazine and citric acid, the signicant changes in the
results of thermogravimetric analysis (TGA) and derivative
thermogravimetric analysis (DTG) indicated the newly formed
SCACDs (Fig. 2d and S3†). The functional groups on SCACDs
were then investigated by X-ray photoelectron spectroscopy
(XPS) in detail. As shown in Fig. 2e, in the regions of C 1s,
a sharp drop in the intensity of the peak centered at ∼289.15 eV
for the carboxyl groups in citric acid could be observed in the
spectrum of SCACDs, indicating that citric acid was involved in
the processes of polymerization, carbonization, and aromati-
zation during the formation of the carbon cores. Moreover, the
C-containing species of precursor sulfasalazine seemed to be
preserved in SCACDs. In the regions of N 1s and S 2p, similar
binding energy positions could be observed in the spectra of
sulfasalazine and SCACDs, suggesting that the N- and S-
containing species of the precursor sulfasalazine were
preserved in SCACDs (Fig. 2f and g). In the region of O 1s as
shown in Fig. 2h, the decreased intensity of the peak centered at
∼532.80 eV for the oxygenated groups in citric acid also could be
observed in the spectrum of SCACDs, further indicating the
occurrence of carbonization. Additionally, the increased inten-
sity of the O 1s peak centered at higher binding energies in the
spectrum of SCACDs compared with that of the sulfasalazine
and citric acid could be assigned to the adsorbed H2O. More-
over, the distribution of the molecular weight of SCACDs is in
ca. 1300–5000 as determined by matrix-assisted laser
desorption/ionization time-of-ight mass spectrometry
(MALDI-TOF MS) in Fig. 2i. Similar to other CQD nano-
structures, these SCACDs exhibited photoluminescence (PL)
properties with PL excitation (PLE) and PL peaks at 312 nm and
421 nm, respectively (Fig. 2j and k).

To deeply understand the structure of SCACDs, density
functional theory (DFT) calculations were performed. Fig. 3a
shows the model containing a sulfasalazine molecule and citric
acid molecules. The simulation is under 473 K in accordance
with the experimental carbonization process. Due to the large
Gaussian height with 0.3 hartree at every 40 steps in this
simulation, the reaction occurs at 1120 fs and Fig. 3b shows the
state at 1680 fs. In Fig. 3b, one citric acid molecule moves close
to the sulfasalazine molecule forming a carbon nucleus, and
meanwhile, the pyridine group and the phenol group leave the
fractured sulfasalazine molecule. However, such a carbon core
is smaller than the critical size so that this structure collapses at
2000 fs as presented in Fig. 3c. However, this carbonization
process doesn't always occur if we change the original
arrangement of these molecules under 473 K. Also, considering
the large Gaussian height for observing carbonization effi-
ciently, it could be concluded that many sulfasalazine mole-
cules le aer the carbonization reaction. Hence, the main
carbon cores originated from citric acid as the template. A small
amount of sulfasalazine molecules is decomposed. Then the
connection between these fractured groups and the carbon core
is simulated at stage 2. At stage 2, the SPRINT as the collective
variable is selected to simulate the formation of the carbon core
from the nucleus. Four nuclei from Fig. 3b are set close to
obtain a larger carbon core during the simulation. Meanwhile,
the two fractured groups also exist in this model so that we
Chem. Sci., 2024, 15, 16156–16168 | 16157
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Fig. 1 Characterization and properties of SCACDs. (a) Schematic illustration of the construction of SCACDs with dual enhanced bioactivities via
the nanocarbon-enabled hybridization strategy for reinforced melanoma therapy. Created with Figdraw. For in vitro and in vivo applications,
SCACDs are functionalized with PEG. The PEG component is not shown in (a) to highlight the structure of the surface pharmacophores. (b)
Sulfasalazine is selected to hybridize with citric acid following the present strategy to construct a pharmacologically cooperative nanodrug.
Created with Figdraw. (c) TEM images of SCACDs. Scale bars are equal to 50 nm, 20 nm, and 20 nm from left to right. (d) Digital images of
SCACDs dispersed in water, PBS, and DMEM containing 10% FBS.
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attempt to understand how these fracture groups and the whole
sulfasalazine molecule are connected to the carbon cores. All
these simulation processes listed in Fig. 3d–f indicate that the
nal structure of the carbon core is the nitrogen-doped carbon
core with a graphitic structure. The phenol group-containing
benzene ring loses an H atom to incorporate into the carbon
core, but the pyridine group is only adsorbed by the carbon core.
This result demonstrates that the connection in the sequence of
pyridine-N-S-carbon core does not exist. These two fractured
groups can only be incorporated into the carbon core or washed
away. So, based on the simulation we give a hypothetical
structure of the nal SCACDs presented in Fig. 3g which is
subjected to geometric optimization using Gaussian 16 so-
ware. The O atoms on the hydroxy and carboxyl groups of the
16158 | Chem. Sci., 2024, 15, 16156–16168
precursor sulfasalazine connect to the exposed carbon on the
carbon core aer losing H atoms in alkaline aqueous solution.
Otherwise, the un-protonated sulfasalazine molecules are only
adsorbed by the carbon core in terms of our molecular
dynamics simulation. In conclusion, our two-step simulations
indicate that the carbon cores originate from citric acid mainly,
and few sulfasalazine molecules are carbonized which
combined with the citric acid molecules. Some fractured sul-
fasalazine molecules provide the N element to the carbon cores.
The majority of sulfasalazine molecules are deprotonated in the
alkaline solution connecting to the nitrogen-doped carbon
cores during the carbonization process. As the real carbon core
is larger than the carbon core presented in Fig. 3g, this smaller
© 2024 The Author(s). Published by the Royal Society of Chemistry

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d4sc05280c


Fig. 2 Characterization of SCACDs. (a) FT-IR spectra of the precursor sulfasalazine and the co-nucleation precursor citric acid, as well as the
SCACDs. PXRD pattern (b) and Raman spectrum (c) of SCACDs. (d) TGA curves of the precursor sulfasalazine and the co-nucleation precursor
citric acid, as well as the SCACDs. High-resolution C 1s (e), N 1s (f), S 2p (g), and O 1s (h) XPS spectra of the precursor sulfasalazine and the co-
nucleation precursor citric acid, as well as the SCACDs. (i) MALDI-TOF MS spectrum of SCACDs. (j) PL spectra of SCACDs under different
excitations. (k) PLE spectrum of SCACDs. Emissions: 421 nm.
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model is aimed for the following 13C NMR and the time-
dependent DFT (TDDFT) calculations.

Table S1 and Fig. S5† indicate the calculated nuclear
magnetic resonance spectra (NMR) of sulfasalazine molecules
with different functionals in comparison with the experimental
NMR results characterized by cross polarization/magic angle
spinning (CP/MAS) 13C NMR spectroscopy. Also, the average
results from our three supposed models by Boltzmann thermal
distribution are listed in Table S1.† Although the structures of
the sulfasalazine molecule are not only these three types,
however, the real calculated average values are not the goal of
the present study. Hence, the above three types of sulfasalazine
molecules are considered to prove the correction of our NMR
calculation. The key is the NMR of SCACDs in accordance with
the calculated result based on our hypothetical structure.
Considering the common error of this kind calculation, the
revTPSS functional is better so that the NMR calculation of nal
SCACDs using the revTPSS functional is presented in Fig. 3g.
The peak below 70 ppm represents the hydrocarbon branches
on the carbon core which exist in the simulation in Fig. 3f. And
the peak around 180 ppm mainly originates from the aldehyde
© 2024 The Author(s). Published by the Royal Society of Chemistry
group on the carbon core instead of carboxyl or ketone with
about 200 ppm according to the calculations. The good tness
between calculation and experiment results indicates the
correction of our hypothesis. The absorption spectrum ob-
tained by the TDDFT method is presented in Fig. 3h for
comparison with experimental results to conrm our hypoth-
esis. To avoid the inuence of sulfasalazine, the pure nitrogen-
doped carbon core is used in this calculation, as the real carbon
cores are much larger than this model in Fig. 3g. Therefore, the
main absorption is provided by the carbon cores rather than
sulfasalazine. The differences of absorption spectra between the
pure nitrogen-doped carbon core and the sulfasalazine indi-
cates the carbon core mainly existence aer the carbonization
reaction in accordance with our experimental result. All these
theoretical results indicated that the hybridized SCACDs
possessed a hybridized nanostructure, realizing the pharma-
cological fusion of the pharmacophoric nitrogen-doped carbon
cores as the sonocatalytic component and the connected phar-
macophoric moiety of sulfasalazine as the cooperative xCT
inactivating component. The elemental analysis indicated that
the contents of C, N, and S were 37.15%, 6.07%, and 0.84%,
Chem. Sci., 2024, 15, 16156–16168 | 16159
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Fig. 3 DFT calculations. The metadynamics simulation of the nucleation process of a sulfasalazine molecule and citric molecules in water. (a–c)
Stage 1. (d–f) Stage 2. The orange, blue, yellow, white, and light purple represent C, N, S, O, and H, respectively. (a) The beginning state. (b)
Nucleation state at 1680 fs. (c) Devastation at 2000 fs. (d) The beginning of stage 2. (e) The larger nucleus formed. (f) The nitrogen-doped carbon
core formedwith the unbonded fractured group after 220 ps. (g) The calculated NMR spectrum compared with the experimental NMR spectrum
of SCACDs. (Inset) The hypothetical final structure of SCACDs after the hydrothermal reaction. (h) The calculated UV-Vis spectra of sulfasalazine
and the nitrogen-doped carbon core in SCACDs compared with the experimental UV-Vis spectra of sulfasalazine and the SCACDs.
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respectively. Based on the S content in sulfasalazine as the
reference, the pharmacophoric element of sulfasalazine in
SCACDs could be estimated at ∼10.6%. Additionally, SCACDs
showed high stability in water even aer being stored for 6
months as indicated by NMR and UV-Vis spectra in Fig. S6.†

The sonocatalytic activity of SCACDs for ROS production was
then explored in detail via electron spin resonance (ESR) spec-
troscopy with spin trapping, which is the most reliable and
direct method for identication and quantication of short-
16160 | Chem. Sci., 2024, 15, 16156–16168
lived ROS. By using DMPO and TEMP as the spin probes,
dramatically increased ESR signal intensities for the DMPO/
cO2

− spin adduct as well as the TEMP/1O2 spin adduct could be
observed in the presence of SCACDs under US irradiation,
indicating the efficient sonocatalytic generation of superoxide
anion radicals (cO2

−) and singlet oxygen (1O2). Fig. 4a–d indicate
that the sonocatalytic generation of cO2

− and 1O2 by SCACDs
was concentration-dependent and time-dependent. In contrast,
a negligible ESR signal could be detected in the samples
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 4 Sonocatalytic generation of ROS via SCACDs. Concentration-dependent (a) and time-dependent (b) generation of cO2
− of SCACDs under

US irradiation (1.0 MHz, 0.5W cm−2) as demonstrated by ESR spectra. Concentration-dependent (c) and time-dependent (d) generation of 1O2 of
SCACDs under US irradiation (1.0 MHz, 0.5 W cm−2) as demonstrated by ESR spectra. DMPO and TEMP and DMPO are used as the trapping
agents to investigate the generation of cO2

− and 1O2, respectively. For concentration-dependent experiments, the US irradiation period is 5 min.
For time-dependent experiments, the concentration of SCACDs is 100 mg mL−1. (e) The cO2

− generating abilities of SCACDs and TiO2 quantified
using the ESR signal intensities. (f) The 1O2 generating abilities of SCACDs and TiO2 quantified using the ESR signal intensities. (g) Relative ESR
signal intensities for the SCACD sample in the presence of the spin probe TEMP or DMPO under US irradiation. The TiO2 sample containing the
spin probe TEMP or DMPO under US irradiation is used as the control sample under the same experimental conditions. (h) Mott–Schottky plots
for SCACDs in 0.5 M Na2SO4 aqueous solution at frequencies of 500 Hz, 1000 Hz, and 1500 Hz. (i) UV-Vis-DRS spectrum of SCACDs. (j) The
absorption spectrum of SCACDs transformed from the UV-Vis-DRS spectrum by using the Kubelka–Munk function. (k) Tauc plots for SCACDs. (l)
Schematic diagram of the band structure of SCACDs for sonocatalytic generation of cO2

− and 1O2.
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containing SCACDs and the corresponding spin probes without
US irradiation or in the samples containing the corresponding
spin probes alone with US irradiation. The classical sensitizer
P25 TiO2 was then used for comparison to explore the sonoca-
talytic efficacy of the SCACDs. Surprisingly, the sonocatalytic
efficacies for the generation of cO2

− and 1O2 by SCACDs were
much higher compared with those of P25 TiO2 under the same
experimental conditions (Fig. 4e–g). To understand the high
ROS-generating ability of SCACDs, the band structure was
evaluated using the Mott–Schottky plot and UV-Vis diffuse
reectance spectrum (UV-Vis-DRS). As shown in Fig. 4h, the
positive slopes of the Mott–Schottky plots at frequencies of
500 Hz, 1000 Hz, and 1500 Hz were consistent with that of
© 2024 The Author(s). Published by the Royal Society of Chemistry
typical n-type semiconductors. Moreover, the at band potential
(E) determined from the intersection is approximately −1.09 V
versus Ag/AgCl (−0.893 V versus NHE). Generally, the E deter-
mined by the Mott–Schottky method is higher than the
conduction band (CB) position by about 0.1 V. Hence, the CB of
SCACDs could be estimated to be −0.993 V versus NHE. More-
over, UV-Vis-DRS and the corresponding Kubelka–Munk
function-transformed absorption spectrum of SCACDs were
recorded as indicated in Fig. 4i and j. The Tauc plot results as
shown in Fig. 4k indicated that the bandgap energy of SCACDs
was approximately 1.52 eV; thus the valence band (VB) of
SCACDs could be calculated to be 0.527 V versus NHE. With
a more negative potential of the CB in SCACDs than the
Chem. Sci., 2024, 15, 16156–16168 | 16161
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reduction potential of O2/cO2
− (−0.33 V versus NHE) and a more

positive potential of the VB in SCACDs than the oxidation
potential of cO2

−/1O2 (0.34 V versus NHE), the sonocatalytic
generation of ROS over SCACDs is feasible (Fig. 4l).49,50 A narrow
bandgap can result in a high sonodynamic activity via facili-
tating the US-mediated production of electron–hole pairs for
subsequently activating the surrounding substrates to generate
ROS.37 Compared with P25 TiO2, the signicantly narrower
bandgap of SCACDs could obviously improve the sonocatalytic
efficacy (Fig. S7†). Moreover, the distance between the CB of
SCACDs and the redox potential of O2/cO2

− is farther than that
of P25 TiO2, whereas the distance between the VB of SCACDs
and the redox potential of cO2

−/1O2 is much closer than that of
P25 TiO2 (Fig. S8†). As a closer distance can facilitate the reac-
tions of electrons/holes with substrates to generate ROS,
SCACDs were more effective in sonocatalytic generation of 1O2

than cO2
−. Quantitatively, compared with P25 TiO2, the ESR

signal intensities of the DMPO–OOH or TEMPO increased by
266.9% and 570.4% under the same experimental conditions,
demonstrating that SCACDs were 2–5 times superior to P25
TiO2 in sonocatalytic generation of ROS (Fig. 4g). The above
results collectively indicated the superior sonocatalytic activity
of SCACDs for ROS generation under US irradiation, which
arose from the appropriate band structure as well as the narrow
bandgap of the pharmacophoric carbon cores in SCACDs.

For biological usages, SCACDs were further noncovalently
functionalized with poly(ethylene glycol) (PEG) via the interac-
tion between the graphitic carbon cores and terminal phos-
pholipid groups of DSPE-mPEG to diminish the association
with nontargeted serum and tissue proteins. As shown in
Fig. S9–S11,† the z potential value of PEGylated SCACDs showed
a slight increase compared with that of SCACDs, from −17.58 ±

0.63 mV to −7.85 ± 0.12 mV. The digital photograph in Fig. 1d
demonstrated that PEGylated SCACDs exhibited high dis-
persibility in water, phosphate buffered saline (PBS), and Dul-
becco's modied Eagle medium (DMEM) containing 10% fetal
bovine serum (FBS). For convenience, the PEGylated SCACDs
were also termed SCACDs in the following biological studies.
Murine melanoma cells (B16F10) were thereaer selected as
a typical cell line for subsequent in vitro studies to investigate
the pharmacological activities of SCACDs. The high level of xCT
developed by melanoma greatly strengthens the cellular anti-
oxidant defense and thus confers resistance to ROS-mediated
therapeutics.42,45,51 Thus, the pharmacological activity of
SCACDs for xCT antioxidant mechanism blockade was rst
explored. The transporter subunit xCT in system xc− is
responsible for the cellular cystine uptake to produce gluta-
thione (GSH) and maintain the intracellular redox balance. The
cellular cystine uptake of SCACD-treated melanoma cells was
rst investigated. Fig. 5a shows signicantly decreased cystine
uptake by melanoma cells aer co-incubating with SCACDs,
indicating the inactivation of the xCT antioxidant mechanism.
With the same dose of the pharmacophoric element of sulfa-
salazine, SCACDs showed much higher activity in xCT inacti-
vation than the small molecule sulfasalazine. The intracellular
GSH level of SCACD-treated melanoma cells was explored. As
demonstrated in Fig. 5b and c, SCACDs could effectively
16162 | Chem. Sci., 2024, 15, 16156–16168
decrease the intracellular level of GSH, which could be also
veried by ow cytometry (Fig. S12†). Quantitatively, compared
with sulfasalazine, SCACDs could deplete intracellular GSH
with 1520.01% efficacy with the same dose of the pharmaco-
phoric element, indicating that SCACDs elicit more than an
order of magnitude higher antioxidant defense inhibitory
activity than the small molecule inhibitor (Fig. 5b). Indeed,
signicantly increased ROS levels could be observed in SCACD-
treated B16F10 cells owing to the enhanced xCT inhibitory
activity (Fig. 5d). These results demonstrated that SCACDs
could greatly augment the pharmacological activity of sulfasa-
lazine in vitro, which could be attributed to the effective cellular
uptake of SCACDs. As shown in Fig. 5e, Cy5-labeled SCACDs
(Cy5-SCACDs) could be well internalized by B16F10 cells in
a time-dependent manner. It has been demonstrated that the
xCT-mediated cystine uptake facilitates the intracellular
biosynthesis of not only GSH, but also GPX4.52,53 Indeed, as
shown in Fig. 5f and g, SCACDs could effectively decrease the
expression level of GPX4 in B16F10 cells. These results unam-
biguously indicated the xCT inactivating ability of SCACDs.
Generally, xCT pharmacological inhibitors including sulfasala-
zine elicit their pharmacological activity by promoting the
formation of the Beclin 1-SLC7A11 complex that is mediated by
the activation of AMP-activated protein kinase (AMPK) as shown
in Fig. 1a.54 As shown in Fig. 5f, g and S15,† SCACDs could
effectively activate AMPK and induce the conversion of the
autophagic marker LC3B-I to LC3B-II. Meanwhile, the increased
interaction between Beclin 1 and SLC7A11 aer treating with
SCACDs could be observed in the result of immunoprecipita-
tion assay (Fig. 5h). Notably, SCACDs showed signicantly more
effective bioactivity than that of sulfasalazine with the same
dose of the pharmacophoric element as indicated by the above
western blot analysis and immunoprecipitation assay.

The sonodynamic anticancer efficacy was therefore investi-
gated in vitro. B16F10 cells were randomly divided into six
groups and dened as control, sulfasalazine alone, SCACDs
alone, US alone, TiO2 + US, and SCACDs + US, respectively. As
displayed in Fig. 6a and b, anMTT assay associated with B16F10
cells without US irradiation demonstrated that the cellular
viability was slightly hindered by SCACDs at relatively high
concentrations. Upon US irradiation (1 MHz, 1 W cm−2, 1 min),
the treatment of SCACDs + US showed much higher in vitro
anticancer activity compared with that in the groups of control,
US, sulfasalazine, SCACDs, and TiO2 + US, which could be
attributed to the high US-triggered ROS-generating ability as
well as the augmented xCT inhibitory activity of SCACDs
(Fig. 6b). The cytotoxicity of SCACDs on normal cells was then
evaluated by using HaCat cells (human epithelial cells) to
investigate the biosafety of SCACDs for therapeutic uses. As
shown in Fig. 6c and S16,† the cytotoxicity of SCACDs towards
HaCat cells was lower than that towards B16F10 cells, which
might be attributed to the fact that cancer cells have developed
increased levels of xCT, making them much more sensitive to
xCT antioxidant mechanism disturbance. Thus, SCACDs
exhibited selective cytotoxicity towards melanoma cells. The in
vitro ROS-generating activity of SCACDs was further investi-
gated. As shown in Fig. 5d, the results of ow cytometry also
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 5 In vitro pharmacological activity of SCACDs. (a) The relative cystine uptake by B16F10 cells after incubating with SCACDs (25 mg mL−1) or
sulfasalazine (SAS) with the same dose of the pharmacophoric element as determined by the cystine uptake assay kit. Error bars represent
standard deviation from themean (n= 3). (b) Quantitative analysis of GSH levels in B16F10 cells after incubating with SCACDs (25 mgmL−1) or SAS
with the same dose of the pharmacophoric element. Error bars represent standard deviation from the mean (n = 4). (c) Quantitative analysis of
GSH levels in B16F10 cells after incubating with different concentrations of SCACDs. Error bars represent standard deviation from the mean (n =
3). (d) Flow cytometry analysis of US-triggered ROS generation in B16F10 cells after various treatments. US parameters: 1.0 MHz, 1 W cm−2, 1 min.
(e) Time-dependent cellular uptake of Cy5-SCACDs. The scale bar is equal to 50 mm. (f and g) Western blot analysis of B16F10 cells after various
treatments and related quantitative analysis data. Error bars represent standard deviation from the mean (n = 3). (h) Immunoprecipitation assay
indicates the increased interactions between Beclin 1 and SLC7A11 in B16F10 cells after SCACD treatment. Asterisks indicate statistically
significant differences (*P < 0.05, **P < 0.01, and ***P < 0.001). The group of NC indicates the negative control group.
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veried the ROS-mediated anticancer activity of SCACDs in vitro
under US irradiation. The anti-proliferative effect of SCACDs
was further investigated by a cell colony formation assay. As
shown in Fig. 6d, B16F10 cells in the group of SCACDs + US
revealed much fewer colonies compared with those in the
groups of control, US, sulfasalazine, SCACDs, and TiO2 + US,
indicating the high US-triggered anti-proliferative ability of
SCACDs. The US-triggered cell-killing activity of SCACDs was
further demonstrated by Annexin V-FITC/PI apoptosis detection
(Fig. 6e). Besides, the expressions of apoptosis biomarkers
including caspase 3 and PARP in SCACDs-treated B16F10 cells
© 2024 The Author(s). Published by the Royal Society of Chemistry
upon US irradiation were further investigated by western blot
analysis. Indeed, B16F10 cells were killed by SCACDs through
an apoptosis process (Fig. 6f). Taken together, the SCACDs with
ultrahigh sonocatalytic activity and signicantly augmented
xCT inhibitory activity exhibited cooperatively enhanced anti-
cancer efficacy in vitro.

We then investigated the biocompatibility of SCACDs prior
to exploring the in vivo anticancer efficacy. The results of
hemolytic assay in Fig. S18† demonstrate that no obvious
hemolysis was detected aer co-incubating with SCACDs. Then,
male C57BL/6 mice were used to investigate the in vivo
Chem. Sci., 2024, 15, 16156–16168 | 16163
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Fig. 6 In vitro anticancer efficacy. (a) Viability of B16F10 cells after various treatments. Error bars represent standard deviation from themean (n=
6). (b) Cytotoxicity and SDT efficacy of SCACDs. US parameters: 1.0 MHz, 1 W cm−2, 1 min. Error bars represent standard deviation from themean
(n = 4). (c) Viability of HaCaT cells after incubating with various concentrations of SCACDs for 1 day. Error bars represent standard deviation from
the mean (n = 4). (d) Representative digital photographs of the colony formation assay of B16F10 cells after various treatments. (e) Apoptosis/
necrosis analysis of B16F10 cells after various treatments based on flow cytometry. (f) Western blot analysis of B16F10 cells after various
treatments. Asterisks indicate statistically significant differences (*P < 0.05, **P < 0.01, and ***P < 0.001). The group of NC indicates the negative
control group.
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biocompatibility of SCACDs (24 mg kg−1). Compared with the
mice in the control group, mice intravenously injected with
SCACDs showed negligible differences in bodyweight
(Fig. S19†). Hematoxylin and eosin (H&E) staining images of
major organs including the heart, liver, spleen, lung, and
kidney as well as the results of blood biochemistry and hema-
tology demonstrated the overall biosafety of SCACDs (Fig. S20–
S22†). These results collectively revealed the high biocompati-
bility of SCACDs and their high potential for melanoma therapy.
The biodistribution of these SCACDs in B16F10 tumor-bearing
mice was further investigated by using Cy5-SCACDs. Time-
dependent ex vivo uorescence imaging was thus carried out
to record the biodistribution of Cy5-SCACDs in major organs
and tumors visually. As expected, the uorescence signals from
Cy5-SCACDs could be detected in the tumors from 24 h to 72 h
post-injection, indicating the long body retention and effective
tumor accumulation of SCACDs in vivo (Fig. S23†). Notably, the
uorescence signals from Cy5-SCACDs in the tumors could be
partially shielded by the black melanoma tissues. Additionally,
most of the Cy5-SCACDs accumulated in the kidneys during the
experimental period of 72 h, and the uorescence signals from
Cy5-SCACDs in other organs decreased over time, demon-
strating the renal clearance characteristics of SCACDs.
16164 | Chem. Sci., 2024, 15, 16156–16168
The in vivo anticancer efficacy of SCACDs was then investi-
gated in detail. C57BL/6 mice bearing B16F10 tumors were
randomly divided into ve groups and dened as control, US,
sulfasalazine (6 mg kg−1), SCACDs (6 mg kg−1), and SCACDs
(6 mg kg−1) + US. At 12 h, 36 h, and 60 h aer intravenous
injection of SCACDs, the tumors received US irradiation (1MHz,
2 W cm−2, 3 min). The mice were intravenously injected with
SCACDs or sulfasalazine every three days. Tumor volumes were
recorded to investigate the anticancer efficacy of SCACDs in vivo
(Fig. 7a). The tumor volumes of mice in the group of SCACDs
were obviously smaller than those in the control group and the
group of sulfasalazine, indicating that SCACDs could greatly
augment the bioactivity and enhance the tumor retention and
accumulation of the pharmacophoric element of sulfasalazine.
It is noteworthy that the injection dose of sulfasalazine was
nearly 10 times higher than that of the pharmacophoric
element of sulfasalazine in the SCACDs. Indeed, the augmented
xCT inhibitory activity of SCACDs could be re-veried by GPX4
and GSH staining immunouorescence images of tumor slices
(Fig. S24†). Upon US irradiation, SCACD-mediated sonocatalytic
ROS production greatly enhanced the anticancer effects, and
complete tumor elimination could be observed in the group of
SCACDs + US with no tumor relapse. Notably, the dose of
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 7 In vivo anticancer efficacy of SCACDs. (a) Tumor growth curves of the B16F10 tumor-bearing mice after various treatments. (b) Survival
curves of the B16F10 tumor-bearing mice after various treatments. (c) Bodyweight changes of the B16F10 tumor-bearing mice after various
treatments. (d) H&E-stained images of the slices of the major organs collected from various experimental groups. (e) H&E-stained images of the
slices of the tumors collected from various experimental groups. The scale bar is equal to 100 mm. TUNEL-stained images of the slices of the
tumors collected from various experimental groups. The scale bar is equal to 50 mm. Error bars represent standard deviation from the mean (n =

5).
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SCACDs required for SDT (6 mg kg−1) was very low, which was 4
times lower than that used in the biosafety studies (24 mg kg−1).
To deeply understand the anticancer efficacy of SCACDs,
hematoxylin and eosin (H&E) staining and terminal
© 2024 The Author(s). Published by the Royal Society of Chemistry
deoxynucleotidyl transferase-mediated dUTP nick-end labeling
(TUNEL) staining were further performed. As shown in Fig. 7e,
the group of SCACDs + US exhibited a high level of melanoma
cell apoptosis. Moreover, the survival curves of mice in various
Chem. Sci., 2024, 15, 16156–16168 | 16165
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groups were also recorded, suggesting that SCACDs were highly
efficient for melanoma therapy (Fig. 7b). In addition, mice in all
groups exhibited no obvious differences in body weight during
the whole experimental period as indicated in Fig. 7c, and H&E
staining images of major organs from mice in various groups
revealed the high biocompatibility of SCACDs (Fig. 7d). All the
above results indicated that SCACDs could act as high-
performance anticancer nanodrugs in vivo, showing dramati-
cally enhanced therapeutic efficacy via the pharmacological
fusion at the nanoscale through our nanocarbon-enabled
hybridization strategy.

Conclusions

In summary, based on the principles of pharmacophore
hybridization in medicinal chemistry and CQD synthesis in
nanotechnology, the nanocarbon-enabled hybridization
strategy proposed in the present study aimed to construct
pharmacologically cooperative nanodrugs for greatly reinforced
anticancer therapeutics. The SCACDs are composed of inner
carbon cores with an appropriate band structure for highly
effective US-triggered ROS generation and outer bioactive
pharmacophores with obviously augmented bioactivity for
antioxidant defense inhibition in cancer cells, realizing
remarkably improved US-activated cancer cell-killing activity.
Signicantly, SCACDs inherit the advantages of CQDs including
high stability, long body retention, and favorable bio-
distribution, providing them with high in vivo anticancer effi-
cacy and biocompatibility that are conducive to their further
clinical translation. Overall, the proof-of-concept construction
of SCACDs via the nanocarbon-enabled hybridization strategy
offers a facile yet effective approach toward pharmacologically
cooperative nanodrugs with remarkably augmented therapeutic
efficacy.
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