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Heterostructure materials are intriguing because they may combine two or more building blocks that
produce novel heterointerfaces with exceptional features. By exposing more interfaces and active sites,
their utility in electrochemical applications is further expanded when they are used to form large-scale
3D frameworks. This study uses improved graphene oxide (IGO) and GO to form a heterojunction (ZIF-
8/IGO). The interface between ZIF-8 and IGO accelerated the transfer of thermally obtained electrons
from ZIF-8-NC to IGO. We focus on developing a 2D heterostructure mixed porous system based on
differences in the density of oxygen-containing functional groups of improved graphene oxide (IGO) and
commercially accessed graphene oxide (GO) while forming a composite with ZIF-8. IGO@ZIF-8-NC
exhibited a very high capacitance of 352.8 F g~ as compared to 287.5 F g~ for GO@ZIF-8-NC at a scan
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confirming that the former is an excellent supercapacitor electrode owing to the
synergistic behaviour at the heterojunction interface. The results on IGO-based electrodes pave the way
forward for sustainable capacitive devices.

The capacitor technology opens the opportunity for very cost-effective and environmentally sustainable power devices. We are interested in finding out how an
enhanced graphene oxide preparation would boost the efficiency of a capacitor device compared to conventionally prepared graphene oxide. IGO@ZIF-8-NC

exhibited a very high capacitance of 352.8 F g~ ' as compared to 287.5 F g~ ' for GO@ZIF-8-NC at a scan rate of 5 mV s~ confirming that the former is an
excellent supercapacitor electrode owing to the synergistic behaviour at the heterojunction interface. These results reveal the effect of the heterojunction

interface associated with improved graphene oxide for highlighting its application in sustainable capacitance devices. This report also establishes an effective

link between sustainable IGO preparation and capacitance-enhanced devices.

1 Introduction

Heterostructured materials combine two building blocks with
a heterointerface, which can be engineered to modulate
internal electric fields by combining the advantages of each
component, and this may offer outstanding new synergistic
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properties in the case of 2 and 3-dimensional materials. Inter-
facial compatibility of graphene oxide and ZIF-8-derived N-
doped carbon frameworks based on the nature and strength
of interactions, surface coverage, and conformation of graphene
oxide (GO) at the zeolitic imidazolate framework (ZIF-8) derived
NC surface requires a fundamental understanding for an
optimal composite of GO/ZIF-8NC with high mechanical resil-
ience. Majorly, atomistic representations of the functionalized
GO integrating the nature and concentration of the function-
alized groups of GO (e.g. epoxy, hydroxyl, carboxylate) result in
a suitable model for the resulting ZIF-8NC/GO interface, which
is a scenario similar to pristine GO composites." What level of
distortion of the first GO layer brought in contact with the ZIF-8-
NC leads to an interfacial region with an altered width wherein
functional groups of GO (e.g. epoxy, hydroxyl, carboxylic) play an
essential role towards forming a defect free interface.”

2D heterostructured materials are one nanohybrid with
ordered mesoporous and microporous carbon which can

RSC Sustainability, 2024, 2, 233-238 | 233


http://crossmark.crossref.org/dialog/?doi=10.1039/d3su00327b&domain=pdf&date_stamp=2023-12-23
http://orcid.org/0000-0001-8208-4081
http://orcid.org/0000-0002-7213-7378
http://orcid.org/0000-0002-9640-1567
http://orcid.org/0000-0003-0590-1396
http://orcid.org/0000-0001-7629-8833
http://orcid.org/0000-0003-0868-194X
https://doi.org/10.1039/d3su00327b
http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d3su00327b
https://pubs.rsc.org/en/journals/journal/SU
https://pubs.rsc.org/en/journals/journal/SU?issueid=SU002001

Open Access Article. Published on 21 November 2023. Downloaded on 1/8/2026 11:31:24 PM.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

RSC Sustainability

prevent restacking of 2D microporous nanosheets and boost
the number of ion-accessible surfaces and facilitate rapid
transport of electrons and ions.* A long range of interfacial
properties in the hierarchical interfaces for multiscale control
of electrical properties. The composite carries unique super-
wettability and abundant meso/microporosity toward rapid
rates of electron transfer.* GO is a 2D carbon nanosheet with
abundant oxygen-containing groups on the exposed surface
and wide use results in graphene-based 2D heterostructured
architecture containing varied porosity profiles. Such hetero-
structured graphene composites bring together the advantages
of high conductivity and good electrochemical stability from
graphene and mesoporous porosity profiles. Therefore, 3D
carbon materials can be formed by using ZIF-8 well-dispersed
on GO to result in composite 2D heterostructure nanosheets
with better ion-accessible surface areas with advantages
including faster electron transport. Generally, such 2D heter-
ostructured nanosheets are fabricated via assembly of the
carbon source (e.g. metal-organic framework) on the surfaces
of 2D building blocks with challenges for scaling up the
resulting 3D porous architectures with heterostructured
interfaces.”

Graphene/ZIF-8 nanocomposites exhibit tunable hierar-
chical porosity and surface areas with a good distribution of
micro and mesopores along the size of ZIF-8-derived N-doped
frameworks by varying the annealing temperature of graphene
oxide 2-dimensional sheets.® Investigations revealed that ZIF-8
could prevent the stacking of GO sheets which act as
anchoring supports by enabling uniformity in the particle size
distribution of the ZIF-8 framework by avoiding their aggrega-
tion.” In situ 3D assembly of reduced graphene oxide (rGO)/ZIF-
67 leads to multifarious affinity interactions consisting of
synergistic interactions mainly driven by -7 interactions and
electrostatic interactions at the interface.® A significantly
hydrophilic oxidized graphene material is known as accessible
via a modified and improved Hummers method which focuses
on the need for improved synthesis of GO with high electrical
conductivity.® It is also realized that a preferential orientation of
the substrate on GO/ZIF-8NC where in random orientation
cannot be ruled out.*

Herein, we focus on developing a 2D heterostructure mixed
porous system based on differences in the density of oxygen-
containing functional groups of improved graphene oxide
(IGO) and commercially accessed graphene oxide (GO) while
forming a composite with ZIF-8. Therefore, we aimed to achieve
a uniform coating of ZIF-8 on the IGO and GO surfaces to result
in IGO@ZIF-8 and GO@ZIF-8. These samples were carbonized
and washed with HCI to result in layered heterostructured
carbons with components of the reduced graphene oxide (rGO)-
based nanoporous N-doped carbon (NC) containing ZIF-8
framework structure. The IGO@ZIF-8-NC exhibited a very high
capacitance of 352.8 F g~' as compared to 287.5 F g ' for
GO@ZIF-8-NC at a scan rate of 5 mV s~ *. The IGO@ZIF-8-NC
material is an excellent supercapacitor electrode material
owing to the synergistic behavior at the interface of IGO and the
ZIF-8-derived carbon.
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2 Results and discussion

A composite of IGO with ZIF-8 was obtained via a hydrothermal
method followed by pyrolysis under argon at 700 °C (Fig. 1(a)).
The XRD pattern exhibits a known peak located at 25° which
corresponds to the (002) peak of the graphitic structure rather
than GO@ZIF-8-NC (Fig. 1(b)). IGO@ZIF-8-NC demonstrates the
same pattern as in the case of GO@ZIF-8-NC however, the
nature of carbon is amorphous in IGO@ZIF-8-NC. A recent
report suggested a metal-support interaction with an amor-
phous support to provide high stability and activity."* Nano-
porous NC prepared from ZIF-8 crystals has a relatively high N
content of ~16 wt% but the carbon is in an amorphous state.”
The XRD of IGO@ZIF-8 shows that it is amorphous due to the
higher percentage of Zn ions in the IGO@ZIF-8-NC (Table S17).
Fig. 1(c) presents the elemental atomic content of each element
in samples IGO@ZIF-8-NC and GO@ZIF-8-NC, which are
compared with ZIF-8-NC based on Table S17 results calculated
from XPS survey spectra. Brunauer-Emmett-Teller (BET)
surface analysis of IGO@ZIF-8-NC reveals a surface area of 343
m? g~ ! (Fig. S1(a)}) however, GO@ZIF-8-NC shows a reduced
surface area of 263 m” g~ ' (Fig. S1(b)}). Pore profile analysis
(Fig. S1(c)t) shows microporous architecture in both materials,
which originates from the ZIF-8 microporous framework.
Raman spectral analysis (Fig. S1(d)t) confirms the presence of D
and G bands confirming the graphitic nature of the composites.
Table 1 shows the comparison of the surface parameters of
IGO@ZIF-8-NC, GO@ZIF-8-NC, and ZIF-8-NC.

Deconvolution of C 1s of IGO@ZIF-8-NC indicates four peaks
associated with the peak positions of C1 (284.16 eV, C=C, sp>
40.3%), C2 (284.96, C-C, sp>, 37.3%), C3 (285, C-N/C-O 7.15%),
and C4 (288.1, C(0O)-O) (Fig. 2(a)). The N 1s enlarged scan
features the peaks of N1 corresponding to pyridinic-N (397.8 eV),
N, corresponding to quaternary, and graphitic N (399.5) corre-
sponding to pyrrolic-N, with a minimum percentage of amine/
amide (NH) (398.4 eV) (Fig. 2(b)). Moreover, O 1s spectra show
four peaks of C(O)-OH (530.62), C=0O (Zn-OH/C=0), C-O
(532.62) and C-OH (533.37) (Fig. 2(c)). Similar trends are
observed for GO@ZIF-8 (Fig. 2(d-f)). Transmission electron
microscopy analysis reveals a structural pattern of IGO@ZIF-8-
NC exhibiting an intact framework of ZIF-8 in the 2D graphene
surface such as in Fig. 3(a) and (b). At a scale of 200 nm, ZIF-8-NC
microparticles are evident on the IGO surface (Fig. 3(c)). The
formation of GO@ZIF-8-NC is shown in Fig. 3(d) which is further
confirmed via the uniform distribution of ZIF-8-NC nano-
particles over the GO surface (Fig. 3(e) and (f)).

Motivated by the excellent physicochemical properties of both
samples, we tested them in a three-electrode configuration for
supercapacitor application. We have used a graphite electrode of
dimension 1 em? for coating the active material over it. The Ag/
AgCl reference electrode and Pt wire counter electrode were
used in 3 M KOH electrolyte.” The voltage window was finalized
from —1 to 0 V, and both materials were tested at different scan
rates varying from 5 to 200 mV s~ (Fig. S41). The comparative CV
profiles for both samples at a scan rate of 10 mV s~ ' are shown in
Fig. 4(a). The IGO@ZIF-8-NC sample exhibited a more enclosed

© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig.1 Schematic illustration of the synthesis process of the nanoporous N-doped carbon framework (IGO@ZIF-8-NC) by using the IGO, metal
ion and linker. (b) XRD of IGO@ZIF-8-NC and GO@ZIF-8-NC, and (c) elemental atomic content of each element in various samples based on ESI

Table 1 results calculated from XPS survey spectra.

Table 1 Schematic representation of the surface area, pore volume and pore diameter

Specific surface

Total pore volume Mean pore diameter

Material area (m*> g ") (em® g™ (nm)
GO@ZIF-8-NC 275.4 0.135 2.31
IGO@ZIF-8-NC 343.1 0.318 3.70
ZIF-8-NC 551.40 0.252 1.98

area under the CV curve, explaining its improved electrochemical
activity.” Further, the comparative capacitance values at different
scan rates for both materials are displayed in Fig. 4(b). The
IGO@ZIF-8-NC exhibited a very high capacitance of 352.8 F g~"
compared to 287.5 F g~ for GO@ZIF-8-NC at a scan rate of
5 mV s~ '. Although these values are significantly higher than
those of the previously reported carbon-based materials, in
particular the IGO@ZIF-8-NC sample outclasses most of the re-
ported carbon materials derived from different MOFs and MOF
composites, as shown in Fig. 4(c) and Table S2.1

Based on the three-electrode performance, the IGO@ZIF-8-
NC material was further utilized for the packed two-electrode
study. The active material was coated over the carbon cloth,
and then packed in a symmetric configuration using What-
mann filter paper as the separator and 1 M tetraethyl ammo-
nium tetrafluoroborate in acetonitrile as the electrolyte. The
voltage window for the device was finalized by obtaining CV
curves at 100 mV s~ ' at different voltages varying from 1 Vto 3V,
as displayed in Fig. S4(a).t Irreversible changes can be observed
for voltages above 2.6 V; hence, 2.5 V was fixed as the working

© 2024 The Author(s). Published by the Royal Society of Chemistry

voltage for the detailed study of the device. The CV curves at
different scan rates for the assembled symmetric super-
capacitor device (SSD) are shown in Fig. 4(d). As anticipated, the
device exhibited a nearly rectangular CV shape, indicating that
most of the charge is being stored by the electrostatic adsorp-
tion-desorption of electrolyte ions. Further, galvanostatic
charge-discharge (GCD) curves at different current densities,
namely, 0.05, 0.1, 0.2, 0.3, 0.5, 1, 3, and 5 A g~ " are displayed in
Fig. 4(e). The device capacitance versus current density plot is
shown in Fig. S4(b).T Based on the capacitance values calculated
from GCD curves, the specific energy (SE) and specific power
(SP) values were calculated and plotted over the Ragone plot.
The comparison of different MOF-derived carbon materials for
SSDs with our device is shown over the Ragone plot in Fig. 4(f).
These reported materials include graphene-mesoporous
carbon, ZIF-8 derived porous carbon,” and ZIF-67 derived
porous carbon.*** Interestingly, our device exhibited
a maximum SE value of 16.3 W h kg™ with a maximum SP of 12
500 W kg™ '. Thus, the IGO@ZIF-8-NC material is an excellent
supercapacitor electrode material owing to the synergistic

RSC Sustainability, 2024, 2, 233-238 | 235
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Fig. 2 XPS spectra (a) C 1s, (b) N 1s, and (c) O 1s for IGO@ZIF-8 NC and (d) C 1s, (e) N 1s, and (f) O 1s GO@ZIF-8-NC.

Fig. 3 Transmission electron micrographs of (a) IGO@ZIF-8-NC 100 nm, (b) 50 nm, and (c) 200 nm, and (d) GO@ZIF-8-NC 100 nm, (e) 50 nm,
and (f) 0.2 um.

behavior of IGO and the ZIF-8-derived carbon. The IGO@ZIF-8- efficiency of >95% and a cyclic retention of about 84% (Fig. S57).
NC device was tested for 10000 charge-discharge cycles. It has been witnessed that selective growth of ZIF-8 in the
Throughout the cycling test, the device showed a coulombic microporous defects enlarges the interlayer spacings giving
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Fig. 4 Electrochemical testing of GO@ZIF-8-NC and IGO@ZIF-8-NC samples. (a) Comparative CV profiles in three-electrode testing at 10 mV

s71 (b) The capacitance with the scan rate curves for GO@ZIF-8-NC

and 1GO@ZIF-8-NC samples. (c) Three electrode capacitance value

comparison with the previously reported literature.2-2° (d) Two electrode-packed cell CV curves at different scan rates for IGO@ZIF-8-NC. (e)
GCD curves at current densities varying from 0.05 A g™ to 5 A g™, (f) Ragone plot comparing our device performance with the previously

reported different carbon-based supercapacitors.

mechanical integrity to the composite framework with a stable
microstructure. Such microporous pore architecture in
IGO@ZIF-8-NC may act more efficiently as compared to
GO@ZIF-7-NC.** In enhancing supercapacitance, short electro-
lyte diffusion channels as well as electron transport distance
would effectively reduce the volume changes of electrode
materials during the capacitance storing charge-discharge
process. Sluggish reaction dynamics and poor structural
stability of capacitance electrodes caused by the insertion/
extraction of ions inhibit the potential of the energy storage
system.”*” The chemically synthesized multi-component
capacitance electrode widens into vivid nanostructures for
specific capacity, energy, power density, rate capability and
cycling stability.”*** With the above reported results, an attempt
is made to obtain an insightful understanding on the role of the
graphene structure in ZIF-8-derived surfaces.

In conclusion, a hierarchical heterointerface was accessed by
fabricating IGO@ZIF-8-NC, which was compared with GO@ZIF-
8-NC. The highly hydrophobic nature of the heterointerface
material IGO@ZIF-8-NC affords accelerated electron conduc-
tion and ion diffusion to result in a higher capacitance of 352.8
Fg ' compared to 287.5 F g~ for GO@ZIF-8-NC at a scan rate of
5 mV s '. The assembled symmetric supercapacitor device
(SSD) exhibited a nearly rectangular CV shape, indicating that
most of the charge is being stored by the electrostatic adsorp-
tion-desorption of electrolyte ions. The device capacitance
versus current density plot and the specific energy (SE) and
specific power (SP) values calculated based on the capacitance
values obtained from GCD curves support the device design for
further light-emitting diode applications.

© 2024 The Author(s). Published by the Royal Society of Chemistry
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