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chemical dissolution of iridium
oxide in acidic electrolytes through presence of
metal ions: shortened lifetime and hope for
recovery

Raghunandan Sharma, *a Per Morgen,a Darko Makovec, b Saso Gyergyek b

and Shuang Ma Andersen *a

Nanoparticulate Ir-oxides are frequently used as highly active and robust anode electrocatalysts for acidic

water electrolyzers. While their dissolution during the electrolyzer operation is unsought, it could be a green

route for recovery of Ir from the spent electrodes. In this study, we explore such a possibility and show that

the electrochemical dissolution of Ir-oxides during a potential cycling treatment can be enhanced by

introducing transition metal ions (such as Cu2+) in the acidic electrolyte. Dissolution of Ir from

a nanoparticulate Ir-oxide containing electrode through potential cycling between 0.0 and 1.65 V in 1 M

HCl increases by a factor of ∼3 in the presence of low concentrations (e.g. 10 mM) of Cu2+. Impact of

the presence of the metal ions on the Ir-oxide dissolution mechanism is characterized. Cyclic deposition

and stripping of the Cu2+ ion on the Ir-oxide may be attributed to the enhanced Ir dissolution, as

evidenced by cyclic voltammograms studied in detail for Cu2+. Apart from exploration of the possibility

of the electrochemical dissolution-based recovery of Ir from the spent Ir-oxide electrocatalysts, the

study highlights the generally negative impacts of the presence of certain metal ions in the feedstock

water on the electrocatalyst durability in acidic water electrolysis. Outcomes of this study are highly

relevant for the fast-growing acidic water electrolysis industry.
Sustainability spotlight

Green hydrogen production based on water electrolysis is adopted by many advanced nations. A key bottleneck for the PEM electrolysis technology is the use of
iridium, a critical raw material with high industrial demand but limited primary production, which requires – recycling. Current work presents a potentiody-
namic process to dissolve Ir, as an essential step for Ir recycling. The dissolution process can be further enhanced by presence of other metal ions (e.g. Cu2+) in
the electrolyte due to cyclic deposition and stripping of the metal on Ir-oxide. The electrochemical recycling route is efficient, green and sustainable, which
aligns well with SDG 7, 12, 13, & 17.
Introduction

The industry of hydrogen-based renewable power, where
hydrogen is used as a power carrier, is expanding fast and is
judged to have enormous potential for further growth.1,2 Poly-
mer electrolyte membrane (PEM) water electrolyzers (PEMWEs)
and PEM fuel cells are among the prominent technologies,
respectively for the electricity-to-hydrogen and the hydrogen-to-
electricity conversions through electrochemical routes under
acidic conditions. One of the major obstacles hindering further
commercialization of these technologies is their current
dependance on the platinum group metals (PGMs) and/or their
compounds1,3 as the preferred electrocatalysts to catalyze both
y of Southern Denmark, Odense M 5230,

igt.sdu.dk
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the Royal Society of Chemistry
the cathode and anode electrochemical reactions. For example,
nanosized Pt/Pt-alloys (2-5 nm) supported on carbon is used as
the state-of-the-art cathode/anode electrocatalyst for PEM fuel
cells, while Ir-oxide (IrOx) is considered the most efficient and
durable electrocatalyst at the PEMWE anode, where high
activity towards the oxygen evolution reaction (OER), i.e., the
anode reaction during the electrolysis of water under acidic
conditions, is essential. Apart from electrocatalysis, iridium
and/or Ir-oxide nanoparticles also have versatile applications in
areas including heterogeneous catalysis of chemical reactions
such as hydrogenation,4,5 in biomedicine,6 and in sensors,7,8 etc.

However, owing to the low abundance of the PGMs in the
upper earth crust,9 their large-scale extraction from the natural
deposits to fulll the growing industrial demands is neither
economic nor sustainable. Therefore, recycling the PGMs from
their secondary sources such as spent catalytic bodies would be
inevitable to attain a continuous and sustainable supply.
RSC Sustainability, 2024, 2, 2225–2238 | 2225
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Although the well-established pyrometallurgical and/or hydro-
metallurgical routes10–12 used for extraction of PGMs can be
applied to reclaim the metals from the spent electrocatalytic
bodies, there are certain disadvantages of these processes. Apart
from being energy and infrastructure incentive, the conven-
tional PGM extraction routes are unsuitable for the recovery
from PEM-based electrocatalysts due to the fact that combus-
tion of catalytic bodies typically containing peruorinated
sulfonic-acid (PFSA) ionomers produces environmentally
hazardous uorocarbons.13,14 Therefore, an environmentally-
friendly recycling of the PGM-based electrocatalysts by using
mild conditions (dilute acids, no combustion)15–19 has attracted
substantial scientic and technological interests.

Electrochemical dissolution of Pt from spent PEM fuel cell
electrodes is being studied by us and several other groups.20–29

However, Ir and Ir-oxides, reputed as an extremely corrosion
resistant metal, is difficult to recycle through chemical/
electrochemical dissolution. However, nanoparticulate
iridium-based electrocatalysts, owing to their high surface-to-
volume ratio, show signicant tendency towards electro-
chemical dissolution, especially, under the OER-active potential
window, leading to a challenge for their long-term stability in
the PEMWE anode electrocatalyst.30–32 The electrochemical
dissolution takes place predominantly through formation of
unstable oxidation states of Ir and depends critically on the
catalyst structure.30 However, studies towards the recovery of Ir
from spent PEMWEs using electrochemical dissolution are
rarely reported. In a recent study, Moriau et al. have studied
dissolution of Ir in acidic solutions (HClO4 and HCl) in the
presence of organic solvents and have shown an enhanced
(40×) rate of Ir dissolution in the HCl-based electrolyte as
compared to that in the HClO4-based solution.33 Such studies,
investigating electrochemical dissolution assisted recycling of
Ir-based electrocatalysts are of substantial scientic interest
and technological importance.

As another aspect, to be efficient and accessible around the
globe, the coming large-scale water electrolysis plants should be
able to operate using low-purity waters such as seawater that
contain signicant amounts of metal ions among other impu-
rities.34 Among other challenges towards development of the
impurity tolerant water electrolyzers, presence of certain
impurity metal ions in the feedstock water has been reported to
affect the OER activity and stability of the anode electrocatalysts
adversely.35 Therefore, further studies focused on the dissolu-
tion of Ir from the Ir-oxide anode electrocatalysts in the pres-
ence of different metal ions would benet the development of
impurity tolerant OER electrocatalysts.

We here report a study on potentiodynamic dissolution of
IrOx in dilute acidic electrolytes (1 M HCl) in the presence of
different metal ions. The dissolution of Ir was studied by
varying different experimental parameters, namely the electro-
lyte compositions (type of acid, concentration of Cu2+ and/or
presence of other metal ions) and/or the potentiodynamic
treatment conditions. Different metals with standard reduction
potentials ranging between ∼−0.3 V and ∼0.8 V vs. the revers-
ible hydrogen electrode (RHE) were studied. Structural and
electrochemical characterizations were performed to
2226 | RSC Sustainability, 2024, 2, 2225–2238
understand the effects of the metal ions on the dissolution
mechanisms.

Experimental methods
Materials

Ultrapure water (Milli-Q; resistivity $18.2 MU cm at 25 °C) was
used for dilution purposes to prepare the electrolytes and the
catalyst dispersions. Hydrochloric acid (1 M HCl; Reagent Ph.
Eur.; BDH chemicals), perchloric acid (HClO4; assay: 98%,
Sigma-Aldrich®), were used to prepare different aqueous elec-
trolytes. Unless stated otherwise, high purity metal chlorides
were used to prepare the electrolytes containing different metal
ions. Commercially available Ir-oxide (IrOx; Alfa Aesar), iso-
propanol (CH3–CH(OH)–CH3; HPLC grade; purity: >99.9%;
Sigma-Aldrich®) and peruorinated sulfonic-acid (PFSA) ion-
omer dispersion (5 wt% Naon® from Ion Power, Dupont D521)
were used respectively as the model electrocatalyst, the disper-
sion medium along with ultrapure water, and the ionomer
phase in the catalyst ink.

Working electrode preparation

The working electrode (WE) was prepared by modifying a 5 mm
diameter glassy carbon (GC) rotating disc electrode (RDE) from
Pine Instruments. Firstly, GC RDE was polished to mirror nish
using 5 mm – followed by 0.5 mm alumina slurry. A stock solu-
tion consisting of water, isopropanol and 5 wt% Naon® in
a volumetric proportion of 78.16, 20, 1.84 was used to prepare
the catalyst ink by dispersing 10 mg of the IrOx powder in 5 mL
of the stock solution by ultrasonication for 60 s using
a Hielscher UP200 St ultrasonic homogenizer. The ink compo-
sition was chosen to obtain a catalyst/ionomer weight ratio of
70/30. Further, the WE was prepared by drop casting 10 mL of
the catalyst ink on the cleaned GC RDE and drying it at ambient
conditions while spinning at 700 rpm.

Electrochemical setup and protocols

A three electrode setup consisting of the IrOx electrocatalyst
modied GC RDE as the WE, a Pt counter electrode (CE) and
a double junction Ag/AgCl reference electrode (RE; inner junc-
tion: sat. KCl; outer junction: sat. K2SO4; Aldrich) was used for
the electrochemical studies. The three-electrode setup placed in
a cleaned glass cell (Pyrex) containing 25 mL of an electrolyte,
and it was attached to a Zahner®IM6e electrochemical work-
station. The electrolyte was continuously purged with nitrogen
before (ca. 30 min) and during the electrochemical measure-
ments, where no rotation was applied to the WE. All the
potentials measured against the Ag/AgCl RE (aer ∼70%
compensation of the series resistance) were converted to their
corresponding values w.r.t. the RHE. In a typical experiment to
study the electrochemical dissolution of Ir, the WE was sub-
jected to a potential cycling at a specied scan rate or combi-
nation thereof between specied potential windows for
specied number of cycles, as stated appropriately throughout
the text. Effects of potential windows, numbers of cycles and
electrolytes on the dissolution of Ir were investigated.
© 2024 The Author(s). Published by the Royal Society of Chemistry

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4su00257a


Paper RSC Sustainability

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

8 
Ju

ne
 2

02
4.

 D
ow

nl
oa

de
d 

on
 3

/6
/2

02
6 

5:
38

:1
6 

A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online
Dissolution quantication

The iridium amounts present on the WE (Ir-loading) were
measured using an X-ray uorescence spectrometer (XRF;
Thermo Scientic Niton XL3t GOLDD + XRF analyzer). The XRF
analyzer was calibrated using a procedure described in our
earlier publication.36 In brief, linear relationship between the
amounts of Ir (0 mg to ∼100 mg) loading and the XRF intensity
was conrmed by recording the XRF spectra for different
amounts of Ir. The linear relationship was used to calibrate the
instrument for determination of the Ir loadings on WE before
and aer the electrochemical treatment. The determined Ir-
loading values were used to estimate the per cent wise degree
of dissolution of Ir (Irdiss%) from the electrode during the
electrochemical treatment (eqn (1)).

The dissolution percentage, was calculated using the
following equation:

Irdiss% ¼ M0 �Mf

M0

� 100 ; (1)

where M0 and Mf are the initial and nal loading values of Ir on
the electrode, respectively.
Fig. 1 (a) TEM image and (b) XRD pattern37 of the studied IrOx sample.
Structural characterizations

Evolution of the structural characteristics of the IrOx during
electrochemical treatments was investigated through morpho-
logical, elemental- and surface chemical state analyses. The as-
received IrOx sample was characterized with a transmission
electron microscope (TEM) using a JEOL-JEM 2100, which was
operated at 200 kV. Further, bulk structural characterization
through X-ray diffraction (XRD) was performed using a Rigaku
Miniex 600 X-ray diffractometer equipped with unltered Cu
Ka radiation source. The diffractogram was recorded at a scan
rate of 3° min−1 and at a step size of 0.02°.

Further, the IrOx catalyst ink samples removed from the GC
RDEs before and aer electrochemical treatments were studied
through scanning TEM (STEM) using a JEOL ARM 200CF STEM
operated at 80 kV. High angle annular dark eld (HAADF) and
annular bright eld (ABF) detectors were used simultaneously,
where the collection semi angles were varied respectively between
68 and 180 mrad and between 10 and 16 mrad. The elemental
compositions of the samples were determined through energy-
dispersive X-ray spectroscopy (EDS) using a JEOL Centurio EDS
system equipped with a 100 mm2 silicon dri detector. Finally,
surface chemical state evolution of the IrOx samples was studied
using X-ray photoelectron spectroscopy (XPS) using a SPECS®

system equipped with a dual anode X-ray source and a hemi-
spherical analyzer.Mg Ka (1253.6 eV) radiationwas used to acquire
the XPS spectra, where the pass energies for the survey and the
narrow scan spectra were set respectively to 50 eV and 25 eV, with
the effective spectral resolutions at 2.5 eV and 1.0 eV, respectively.
Results and discussion
Structure of IrOx catalyst

Comprehensive structural analysis of the selected commercial
IrOx electrocatalyst has been reported in our previous study37
© 2024 The Author(s). Published by the Royal Society of Chemistry
(Sample ID: IrOx-02). In brief, as revealed from the TEM image
of Fig. 1a, the IrOx sample consists of large agglomerates (30–50
nm) of smaller nanoparticles of ∼2 nm. The inset selected area
electron diffraction (SAED) pattern shows diffraction rings
corresponding to metallic Ir along with low intensity rings
characteristic for tetragonal (Space group P42/mnm) IrO2.30,38

Further the XRD pattern of the sample (Fig. 1b) also shows
relatively intense and sharp diffraction peaks corresponding to
metallic Ir, along with the broad diffraction peaks correspond-
ing to tetragonal IrO2. Hence, the sample consists of metallic Ir
along with the IrO2 nanoparticles. Our previous analysis of
synchrotron XRD data conrmed the weight fractions of Ir
metal and IrO2 in the sample to be <0.1 and >0.9, respectively.37
Effect of metal ions on Ir dissolution

Effect of the presence of certain other metal ions on the disso-
lution of Ir from an IrOx modied GC RDE subjected to
a potential cycling in 1 M HCl was studied. Inspired by the
enhanced dissolution of Pt found earlier through potential
cycling in the presence of Cu2+, different metal ions having
standard reduction potentials close to that of Cu2+ are now
studied. Here, the IrOxmodied GC RDEs (identically prepared)
were subjected to an activation potential cycling (100 cycles
between 0 and 1.65 V at 1 V s−1) followed by a stress cycling (100
cycles between 0 and 1.65 V at 100 mV s−1) in different elec-
trolytes consisting of 1 M HCl and metal chlorides (metal ion
concentration: 5 mM). A summary of the studied metal ions is
shown in Table 1. It is evident that presence of Cu2+ enhances
the Ir dissolution most efficiently, followed by Ru3+, Mo3+, Bi3+
RSC Sustainability, 2024, 2, 2225–2238 | 2227
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and Ni2+. Other metal ions, namely Co2+, Rh3+ and [PtCl6]
2−

decrease the Ir dissolution. Owing to the highest Ir dissolution
observed in its presence, this study is restricted to the Cu2+ ion
hereaer.

To investigate the effect of anion, dissolution of Ir was also
studied in 1 M HCl containing 5 mM of CuSO4. As shown in
Table 1, irrespective of the anion type, presence of Cu2+

enhances the Ir dissolution signicantly. The marginally higher
Ir dissolution in the presence of CuCl2 compared to that in the
presence of CuSO4 may be attributed to factors such as (i) the
measurement uncertainty, (ii) the slightly higher concentration
of Cl− in the former case and (ii) adsorption of SO4

2− on the Ir-
oxide surface.
Electrochemistry of IrOx in electrolytes with/without Cu2+

IrOx electrochemistry in four different electrolytes, namely 1 M
HCl, 1 M HCl + 20 mM CuCl2, 0.1 M HClO4 and 0.1 M HClO4 +
20 mM CuCl2 was studied. Fig. 2 shows the cyclic voltammo-
grams (CVs) of the GC RDEs modied with the IrOx electro-
catalyst ink. To record the voltammogram in a certain
electrolyte, the WE was activated by subjecting it to a potential
cycling for 20 cycles between 0.0 and 1.2 V at a scan rate of
100 mV s−1. Further, 2 cycles were recorded at a scan rate of
10 mV s−1 between the specied potential window and the
second cycle was shown here. Although no rotation was applied
to the WE for removal of the generated gas bubbles,40 no visible
accumulation of bubbles on WE was observed during the CV
recording.

The CVs recorded in the absence of Cu2+ ions show charac-
teristic features of the IrOx. The broad current peak centered
around 0.7 V in the negative-going scan of the CV recorded in
0.1 MHClO4 (Fig. 2a) corresponds to the reduction of Ir4+ to Ir3+,
while the corresponding broad oxidation peak (Ir3+ / Ir4+)
appears at ∼0.8 V in the positive-going scan of the CV.41,42 The
onset of the OER can be observed in the positive-going scan at
∼1.4 V. Despite the presence of metallic Ir in the sample, no
activity towards hydrogen adsorption/desorption is observed for
the IrOx catalyst, unlike that reported for metallic Ir.43,44 This
Table 1 Standard reduction potentials and Ir dissolution% for different e
in 1 M HCl

Metal ion (Mx+)/complex Counter ion Standar

Rh3+ Cl− 0.758
Co2+ Cl− −0.280
Ni2+ Cl− −0.257
Mo3+ Cl− −0.200
Bi3+ Cl− 0.308
Cu2+ Cl− 0.342
Cu2+ SO4

2− 0.342
Ru3+ Cl− 0.249 (R

0.455 (R
Rh3+ Cl− 0.758
[PtCl6]

2− H+ 0.775 ([P
0.68 ([P

None NA 0.866 ([I
0.77 (Ir3

2228 | RSC Sustainability, 2024, 2, 2225–2238
may be due to coverage of the metallic Ir core with the IrO2 shell
and hence no immediate active participation of the core in the
electrochemistry. Further, the CV of the IrOx electrocatalyst in
the 0.1 MHClO4 + 20mMCuCl2 electrolyte exhibits signicantly
different characteristics compared to that of the CV in the
absence of Cu2+ ions. The reduction peaks corresponding to the
underpotential and bulk depositions of Cu can be observed
during the negative-going scan (potentials <0.4 V).45–47 The
positive-going scan shows the oxidation peaks centered at∼0.25
and ∼0.55 V, corresponding to the dissolution of bulk Cu and
the desorption of the underpotentially deposited Cu adlayer,
respectively.48,49 The onset of OER is not affected signicantly by
the presence of CuCl2. However, a peak current (at 1.5 V) lower
than the corresponding value in the absence of CuCl2 is
observed, which could be attributed to the coverage of OER
active sites by adsorption of Cl− at the potentials close to the
OER onset, as reported in earlier studies on different metal
surfaces such as Ir,50 Pt,51 Au,52 etc.

Similarly, 1 M HCl electrolyte (Fig. 2b), the CV shows the
characteristic peaks corresponding to the Ir3+ 4 Ir4+ redox
couple shied towards higher potentials by ∼0.1 V compared to
the corresponding peaks in 0.1 M HClO4. The current value at
1.5 V is observed to be higher compared to that in 0.1 M HClO4

electrolyte, and a reduction peak at∼1.25 V during the negative-
going scan is observed. The observations may respectively be
attributed to the evolution of Cl2 and the reduction of the
surface adsorbed Cl (Cl + e− / Cl−). In the presence of Cu
(electrolyte: 1 M HCl + 20 mM CuCl2), deposition of Cu for the
potentials <0.5 V during negative-going cycle is evident.
However, the extent of Cu deposition is reduced signicantly
compared to that in the 0.1 M HClO4 + 20 mM CuCl2 electrolyte.
Similarly, the Cu stripping peaks (bulk/underpotentially
deposited Cu) are not prominent. Also, the Cl-reduction peak
at ∼1.25 V during the negative-going scan shows relatively
reduced intensity compared to that in 1 M HCl, probably due to
the surface deposition of more stable species such as Cu-oxides
on the IrOx electrocatalyst that limit access to the active sites for
Cl− adsorption.
lectrolytes with/without metal ions (concentration: 5 mM, respectively)

d reduction potential (V)39 (Mx+ / M0) Ir dissolution (%)

13
13
20
23
21
34
32

u3+ / Ru2+) 32
u2+ / Ru)

13
tCl6]

2− + 2e− / [PtCl4]
2− + 2Cl−) 7

tCl4]
2− + 2e− / Pt + 4Cl−)

rCl6]
3− + 3e− / Ir + 6Cl−) 16

+ / Ir)

© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 2 Cyclic voltammograms of WE (IrOx modified GC RDE) recorded at a scan rate of 10 mV s−1 in (a) 0.1 M HClO4 and 0.1 M HClO4 + 20 mM
CuCl2, and (b) 1 M HCl and 1 M HCl + 20 mM CuCl2 electrolytes saturated with nitrogen (room temperature, no rotation of WE).
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Potentiostatic dissolution of Ir

For a fair comparison, Ir dissolution in the 1MHCl and 1MHCl
+ 20 mM CuCl2 electrolytes in the absence of an applied
potential was studied by holding the identically prepared IrOx

modied GC RDEs in the electrolytes for 60 min, a time
equivalent to those required in the experiments involving elec-
trochemical treatments (activation and potential cycling).
Furthermore, the effect of convection in the electrolyte on the Ir
dissolution was also studied by holding the same electrode for
another 60 min while stirring the electrolyte. As shown in
Table 2, no signicant dissolution of Ir from the IrOx modied
GC RDE takes place in either of the electrolyte (with/without
Cu2+). Also, stirring the electrolytes at 500 rpm did not
enhance the Ir loss from the electrode, which conrmed the
IrOx coating on the GC RDE to be robust and excluded the
possibility of signicant Ir loss due to physical detachment of
the catalyst layer during the potentiodynamic treatments. It is
also noticeable that the Ir losses (wt%) for initial holding for
60 min. in still electrolytes are higher compared to those
observed for the holding the same electrodes in the electrolytes
being stirred. However, the Ir losses due to holding with/
without stirring are insignicant compared to those observed
during the experiments involving potentiodynamic treatments.
Again, as Cu2+ can reduce to Cu+ in chloride baths53,54 and the
later may be responsible for the enhanced Ir dissolution in the
presence of Cu2+, effect of the presence of Cu+ on Ir dissolution
Table 2 Ir dissolution from the IrOx modified GC RDE without applied p

Electrolyte composition Treatment

1 M HCl Holding for 60 min without
1 M HCl Holding for 60 min with sti
1 M HCl + 20 mM CuCl2 Holding for 60 min without
1 M HCl + 20 mM CuCl2 Holding for 60 min with sti
1 M HCl + 20 mM CuCl Holding for 60 min without

© 2024 The Author(s). Published by the Royal Society of Chemistry
was studied by exposing the Ir-oxide coated electrode to the 1 M
HCl + 20 mM CuCl electrolyte for 60 min (no potential applied).
As shown in Table 2, no signicant dissolution of Ir takes place
in the presence of Cu+. This conrms that the Ir dissolution
mechanism may not be attributed to the formation of Cu+

intermediate and its reaction with the Ir-oxide.
Potentiodynamic dissolution of Ir below OER onset potentials
(0.1 to 1.2 V)

This set of experiments consisted of four identically prepared
WEs subjected to a potentiodynamic treatment in different
electrolytes, namely 1 M HClO4, 1 M HClO4 + 20 mM CuCl2, 1 M
HCl and 1 M HCl + 20 mM CuCl2. The potentiodynamic treat-
ment consisted of (i) activation cycling for 20 cycles at 100 mV
s−1 between 1.2 and 0.0 V (start potential: 1.2 V, end potential:
1.2 V), (ii) stress cycling for 1600 cycles at 1 V s−1 between 1.2
and 0.1 V (start potential: 1.2 V, end potential: 1.2 V) along with
(iii) intermittent observation cycling for 2 cycles at 10 mV s−1

between 1.2 and 0.1 V (start potential: 1.2 V, end potential: 1.2 V)
aer specied number (0, 20, 100, 200, 300, 400, 500, 600, 800,
1000, 1200, 1400 and 1600) of stress cycles. The second cycle of
the observational CV recorded aer the 0th and the 1600th stress
cycles, labeled respectively as the initial and nal CVs, are
shown in Fig. 3a–d for different electrolytes studied here.

As can be seen in Fig. 3a, no signicant difference in the
initial and nal CV plots has been observed in 1 M HClO4
otentials with/without electrolyte stirring

Ir dissolution
(%)

stirring; no potential applied 1.7
rring (rpm 500); no potential applied 1.1
stirring; no potential applied 1.8
rring (rpm 500); no potential applied 0.2
stirring; no potential applied 0.3
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electrolyte. The CVs show the current peaks corresponding to
the Ir3+ 4 Ir4+ redox couple, as described earlier. Weak peaks
corresponding to hydrogen adsorption (negative-going scan;
potential <0.4 V) and desorption (positive-going scan; potential
<0.4 V) are also observed for the initial CV, which become less
signicant for the nal CV aer 1600 stress cycling. Initial and
nal CVs for the WE subjected to the stress cycling in 1 M HCl
(Fig. 3b) show similar characteristics in the hydrogen
adsorption/desorption region. However, compared to that in
1MHClO4 electrolyte, the Ir

3+4 Ir4+ redox couple for the initial
CV in 1 MHCl shis towards higher potentials. For the nal CV,
the shi increases further towards higher potentials, especially
for the oxidation reaction (Ir3+ / Ir4+) during positive-going
scan.

Initial and nal CVs for the 1 M HClO4 + 20 mM CuCl2 and
the 1 M HCl + 20 mM CuCl2 electrolytes are shown respectively
in Fig. 3c and d, where the CVs exhibit characteristic features
corresponding to Cu deposition and dissolution and the Ir3+ 4
Ir4+ redox couple. Notably, in both the electrolytes containing
Cu2+, the region corresponding to the Ir3+ 4 Ir4+ redox couple
shrinks during the stress cycling. Table 3 summarizes the per
cent wise dissolution of Ir during the stress cycling in different
Fig. 3 CV plots of the IrOxmodified GC RDEs recorded at a scan rate of 10
20 mM CuCl2, and (d) 1 M HCl + 20 mM CuCl2 electrolytes. Labels initial
1600 stress cycles between 0.1 and 1.2 V at a scan rate of 1.0 V s−1.

2230 | RSC Sustainability, 2024, 2, 2225–2238
electrolytes. It is evident that presence of Cu2+ enhances the Ir
dissolution signicantly by factors of 7.7 and 9.4 for 1 M HClO4

and 1 M HCl electrolytes, respectively. As a higher per cent wise
dissolution of Ir takes place in the HCl based electrolytes as
compared to that in the HClO4 based electrolytes, hereaer, this
study focuses on the former.
Ir dissolution through potential cycling across the OER onset
potential

In this set of experiments, IrOx modied GC RDEs were sub-
jected to potential cycling between 0.0 and 1.65 V (both the start
and the end potentials being 1.2 V) in 1 M HCl containing
different concentrations of CuCl2. CV plots shown in Fig. 4a and
b correspond to potential cycling of the IrOx modied GC RDEs
for 200 cycles at 100 mV s−1, respectively in 1 M HCl and 1 M
HCl + 5 mM CuCl2 electrolytes.

Initial (1st stress cycle) and nal (200th stress cycle) high-
lighted with thick lines show signicant evolution of the CVs
during the potential cycling. The peaks corresponding to the
Ir3+ 4 Ir4+ redox couple shrink signicantly. Also, the current
values at 1.65 V, which correspond to the OER and the chlorine
mV s−1 in nitrogen saturated (a) 1 MHClO4, (b) 1 MHCl (c) 1 MHClO4 +
and final correspond respectively to the electrodes subjected to 0 and

© 2024 The Author(s). Published by the Royal Society of Chemistry
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Table 3 Effect of presence of Cu2+ on the dissolution of Ir from the IrOxmodified GC RDE during the stress cycling belowOER onset in different
electrolytes

Electrolyte

Ir loading (mg)
Ir dissolution
(%)

Dissolution enhancement
factorInitial Final

1 M HClO4 15.9 15.6 1.5 1.0
1 M HCl 17.6 17.2 2.2 1.0
1 M HClO4 + 20 mM CuCl2 16.8 14.9 11.3 7.7
1 M HCl + 20 mM CuCl2 16.8 13.4 20.5 9.4
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evolution reaction collectively, by ∼67% and ∼71% for the 1 M
HCl and 1 M HCl + 5 mM CuCl2 electrolytes, respectively
(Fig. 4c). Hence, presence of Cu2+ does not affect the oxygen and
chlorine evolutions signicantly. On the other hand, as depic-
ted in Fig. 4d, the % dissolution of Ir from the electrodes during
the potential cycling is affected signicantly by the presence of
Cu2+, showing the values of ∼16% and ∼40% for the 1 M HCl
and 1MHCl + 5mMCuCl2 electrolytes, respectively. This clearly
conrms enhancement of Ir dissolution in the presence of Cu2+.
Fig. 4 (a and b) CV plots corresponding to potential cycling of the IrOx m
HCl + 5 mM CuCl2 electrolytes. Initial (1st stress cycle) and final (200th
appear as a gray continuum. Variations of (c) the loss of oxygen and chlori
current at 1.65 V and (d) the dissolution of Ir (%) from the GC RDEs during
mM) and 1 M HCl + 5 mM CuCl2 (Cu-05 mM).

© 2024 The Author(s). Published by the Royal Society of Chemistry
Moreover, the Ir dissolution in 1 M HCl (with/without Cu2+)
increases signicantly compared to that observed for the
potential cycling below OER onset potentials.
Effect of Cu2+ concentration, number of potential cycles and/
or scan rate

Variation of the Ir dissolution from the IrOx modied GC RDEs
during potential cycling with the concentration of Cu2+ in 1 M
odified GC RDEs for 200 cycles at 100 mV s−1 in (a) 1 M HCl and (b) 1 M
stress cycle) have been highlighted with thick lines, while other cycles
ne evolution activities (combined) in terms of percentage change in the
the potential cycling in different electrolytes, namely 1 M HCl (Cu-00
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HCl was studied. In this set of experiments, identically prepared
WEs (IrOx modied GC RDEs) were subjected to an electro-
chemical treatment consisting of activation cycling (100 cycles
between 0 and 1.65 V at 1.0 V s; start potential: 1.2 V, end
potential: 1.2 V) followed by stress cycling for another 100 cycles
between 0 and 1.65 V at 100 mV s−1 (start potential: 1.2 V, end
potential: 1.2 V) in different electrolytes, consisting of 1 M HCl
and varying concentrations (0, 5, 20 and 50 mM) of CuCl2.

As depicted in Fig. 5a, it is evident that the dissolution of Ir
increases with increasing the concentration of Cu2+, however,
with a decreasing differential change, suggesting saturation of
the Ir dissolution rate for high concentrations of Cu2+ (1st
derivative of the Ir dissolution vs. Cu2+ concentration curve;
Fig. 5a). Similar relationship is also observed between the
number of stress cycles and the Ir dissolution rate (Fig. 5b),
where the differential change in the dissolution decreases with
increasing number of potential cycling. The activation treat-
ment at a faster scan rate (1 V s−1) for 100 cycles leads to rela-
tively smaller Ir dissolution compared to that for the potential
cycling at a slower scan rate (100 mV s−1).
Structural characterizations and mechanism discussion

Structural characterizations on the untreated and the electro-
chemically treated IrOx samples collected from the GC RDEs
were performed to gain the mechanistic insights into the
dissolution of Ir during electrochemical treatment. Untreated
and electrochemically treated samples collected from the GC
RDE were analyzed for their morphological, elemental – and
surface chemical characteristics, respectively through high
resolution TEM, EDS and XPS techniques. The electrochemi-
cally treated samples were prepared by potential cycling of the
IrOx modied GC RDEs between 0.0 and 1.65 V for 100 cycles at
1 V s−1 and another 100 cycles at 100 mV s−1 in two different
electrolytes, namely 1 MHCl and 1 MHCl + 20 mMCuCl2. To be
comparable, the untreated sample was also prepared by modi-
fying a GC RDE by drop-casting 10 mL of the IrOx catalyst ink and
drying at 700 rpm under ambient conditions.
Fig. 5 (a) Variations of the Ir dissolution its first derivative with the Cu2+ co
dissolution (activation: 100 cycles, 1 V s−1, 0–1.65 V; stress 50: activation
stress cycles, 100 mV s−1, 0–1.65 V) in 1 M HCl and 1 M HCl + 5 mM Cu

2232 | RSC Sustainability, 2024, 2, 2225–2238
Surface morphology and elemental analysis

High-resolution HAADF-STEM images of the untreated and the
electrochemically treated samples are shown in Fig. 6. The
untreated IrOx sample consists of agglomerated globular
particles (∼20 nm) densely covered with small nanoparticles of
< 2 nm in size (Fig. 6a and b). Micrographs of the samples
subjected to the stated stress cycling in 1 M HCl electrolyte (Ir
dissolution: ∼16%) shown in Fig. 6c and d exhibit a micro-
structure like that of the untreated sample. Again, the micro-
structure does not change appreciably for the IrOx sample stress
cycled in 1 M HCl + 20 mM CuCl2 electrolyte (Ir dissolution:
∼45%), as can be seen from the corresponding images of Fig. 6e
and f.

Furthermore, EDS mapping of different samples show
similar elemental distributions with no evidence of presence of
Cu in the sample exposed to the Cu2+ containing electrolyte
(Fig. 7 and 8). This could be attributed to the fact that as the end
potential for the electrochemical dissolution experiments was
set to 1.2 V, no Cu is expected to be deposited on the electrode at
that potential. Further, small amounts of Cu being adsorbed on
the Ir-oxide on the electrode might be expected. However, as the
Cu Ka peak is overlapping with a very small Ir L1 peak, while
a smaller Cu Kb peak is close to an onset of intensive Ir La peak,
which makes it extremely difficult to observe small amounts of
Cu in the sample.

The EDS analysis showing the similar elemental distribu-
tions for different samples and the microstructural analysis of
the samples do not indicate preferred dissolution of certain
morphological features of the samples. The observation could
indicate the observed Ir dissolution taking place through
complete dissolution of the exposed Ir nanoparticles and hence
unveiling the inner nanoparticles from the agglomerates, which
were obscured by those removed through dissolution.

Surface chemical state

XPS survey spectra of the untreated and electrochemically
treated samples are shown in Fig. 9a. All the three samples show
ncentration. (b) Effect of different electrochemical treatments on the Ir
+ 50 stress cycles, 100 mV s−1, 0–1.65 V; stress 100: activation + 100
Cl2 electrolytes, respectively.

© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 6 HAADF STEM images of (a and b) the untreated IrOx sample, and the electrochemically treated (100 cycles, 0.0–1.65 V, 100 mV s−1) IrOx

samples in (c and d) 1 M HCl and in (e and f) 1 M HCl + 20 mM CuCl2 electrolytes.
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presence of Ir, O, C and F. However, no peak corresponding to
Cu was observed for the sample exposed to the Cu2+ containing
electrolyte, which agrees with the observation made from the
EDS analysis. The surface elemental composition of the studied
samples is shown in the inset table of Fig. 9a. Here, presence of
F 1s peak is due to the Naon® ionomer in the catalyst ink,
while the C 1s peak has contributions from the sample support
and the adventitious carbon, apart from the carbon in the
ionomer. Due to this complex contributions in the C 1s signal,
© 2024 The Author(s). Published by the Royal Society of Chemistry
the adventitious carbon peak at ∼284.7 eV 55 could not be used
for the binding energy (BE) calibration. Again, the O 1s peak
originates from the oxygen functional groups on support/
adventitious carbon, the IrOx and the ionomer phase. Hence,
the variations of the relative abundances of C, O and F is not
relevant for the Ir dissolution interpretation. The lower abun-
dance of Ir in the untreated sample may be attributed to the
coverage of the IrOx nanoparticles with the ionomer, leading to
lower Ir signal. The electrochemical treatment leads to ionomer
RSC Sustainability, 2024, 2, 2225–2238 | 2233
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Fig. 7 HAADF (a) and BF (b) STEM images and corresponding elemental maps for Ir (c) Ir and O (d) for IrOx sample treated electrochemically in
1 M HCl.
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degradation, exposing the IrOx surface and hence increasing the
relative Ir signal despite lower Ir content in the sample.

The high-resolution C 1s spectra of the studied samples
shown in Fig. 9b show peaks corresponding to C–C/C]O (BE
range: 285–287 eV) and CF/CF2/CF3 (BE range: 291–295 eV)
bonds.56–60 The C 1s spectra of the electrochemically treated
samples are signicantly different compared to that for the
untreated sample. The difference could be attributed to the
degradation of the ionomer during potential cycling, as dis-
cussed in previous reports.57,59–63 Similarly, the high-resolution
O 1s spectra shown in Fig. 9c correspond to different bonds
such as C–O, Ir–O, O–H etc.,58,64 which show signicant impact
of the potential cycling in terms of the envelope shi towards
lower BE values. However, as detailed analysis of the ionomer
degradation is not intended in this study, so a deconvolution
and detailed analysis of the C 1s and O 1s spectra is not
considered here.

High resolution Ir 4f spectra of the studied samples exhibit
the 4f5/2 and 4f7/2 peak components separated by ∼3 eV.65 The
2234 | RSC Sustainability, 2024, 2, 2225–2238
samples show similar Ir 4f spectra, as indicated by the 4f5/2
component positions in the spectra (dashed vertical line in
Fig. 9d), which appear at the BE value of 63.5 eV for all the
studied samples. Hence, the untreated and electrochemically
treated samples show similar surface chemistry of Ir, which
agrees with the observations made from the microstructural
analysis, i.e., part of the IrOx, which is exposed to the electrolyte,
gets dissolved, leaving the undissolved sample unaffected
structurally and chemically.

Discussion on dissolution enhancement mechanism in the
presence of metal ions

As reported previously for Pt-based electrocatalysts, enhance-
ment of the dissolution of Pt in the presence of Cu2+ has been
attributed to the inhibition of the Ostwald ripening through
redeposition of the dissolved Pt species on the undissolved Pt
nanoparticles.22 The underpotential deposition of Cu on the Pt
surface reduces the probability of redeposition of the Pt species,
which leads to enhancement of the Pt dissolution. However,
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 8 HAADF (a) and BF (b) STEM images and corresponding elemental maps for Ir (c) Ir and O (d) for IrOx sample treated electrochemically in
1 M HCl + 20 mM CuCl2.
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microstructural analysis of the IrOx samples subjected to the
potentiodynamic treatments shows no sign of Ostwald ripening
for the IrOx dissolution experiments in different electrolytes
with/without Cu. Therefore, the enhancement of Ir dissolution is
not related to the Ostwald ripening inhibition observed in case of
Pt. Furthermore, the XPS analysis of the undissolved IrOx

samples (aer potentiodynamic treatment) suggests that the
surface chemical state of Ir is unaltered. This could be attributed
to the dissolution of Ir in the oxide surface layers that speeds up
through cyclic deposition and stripping of the Cu layer, as evi-
denced by the presence of corresponding peaks in the cyclic
voltammograms recorded in the Cu2+ containing electrolytes
(Fig. 3c–d). The stripping of Cu during the positive-going scan
probably removes the top IrOx layer through weakening the Ir–O–
Ir bonds. The effect thus depends on the nature of the interaction
between the Ir and O and M bonds, leading to signicantly
different effects of different metal ions, e.g., decreased dissolu-
tion in the presence of Rh3+ and enhanced dissolution when
Cu2+, Bi3+ or Ru3+ ions attach to the oxide surface.
© 2024 The Author(s). Published by the Royal Society of Chemistry
The proposed mechanism is also supported by the observa-
tion that the presence of Cu+ was not found to be involved in the
dissolution mechanism. Finally, as shown in Table 4, holding at
a constant potential (reducing or oxidizing) does not lead to an
enhanced dissolution in the presence of Cu2+ compared to that
in the absence of it, though it is clear that oxidizing condition
leads to higher degree of Ir dissolution. Thus, the potential
cycling is observed to be the essential part of the enhancement
of Ir dissolution.
Applicability perspective

The observed enhancement of the dissolution of Ir through
potential cycling of the electrodes consisting of the Ir-oxide
electrocatalyst may be developed as an electrochemical route
for recovering Ir from the acidic electrolyzer MEAs containing
uoropolymers that produce hazardous emissions when sub-
jected to conventional pyrometallurgical procedures. While the
presence of metal ions such as Cu2+ enhances the dissolution
rate signicantly, recovery of Ir from the dissolution bath
RSC Sustainability, 2024, 2, 2225–2238 | 2235
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Fig. 9 (a) XPS survey spectra of the untreated IrOx and the electrochemically treated IrOx samples prepared by potential cycling between 0.0 and
1.65 V for 100 cycles at 1 V s−1 and another 100 cycles at 100mV s−1 respectively in two electrolytes, namely 1 MHCl (00mMCu2+) and 1 MHCl +
20mMCuCl2 (20 mMCu2+). Inset table shows the surface elemental composition of the samples. Narrow scan XPS spectra corresponding to (b)
C 1s, (c) O 1s and (d) Ir 4f peaks.

Table 4 Chronoamperometric dissolution of Ir in different dissolution
baths and at different potentials

Electrolyte
Applied
potential (V)

Holding
time (min)

Ir
dissolution (%)

1 M HCl 0.0 60 1.5
1 M HCl + 5 mM CuCl2 0.0 60 3.4
1 M HCl 1.5 60 11.0
1 M HCl + 5 mM CuCl2 1.5 60 10.2
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containing both the dissolved Ir species and the additive metal
ions may be achieved by conventional hydrometallurgical
routes. For example, oxidation of the Ir3+ to Ir4+ followed by
selective precipitation.66–68 However, in present work, such
recovery of Ir was out of the scope of the current study.
Conclusions

In conclusion, the electrochemical dissolution of IrOx in the
presence of different metal ions has been studied. Presence of
Cu2+f in the HCl-based electrolyte shows the highest percent
2236 | RSC Sustainability, 2024, 2, 2225–2238
wise dissolution of Ir during potential cycling. Compared to that
in 1 M HCl, the Ir dissolution enhances by a factor of ∼3 during
potential cycling between 0.0 and 1.65 V. Enhancement of the
dissolution of Ir is also observed in the presence of other metal
ions such Ni2+, Mo3+, Bi3+, Ru3+, etc., while presence of an ion/
complex such Co2+, Rh3+and [PtCl6]

2− lowers the Ir dissolu-
tion. This study could provide important ideas for development
of impurity tolerant acidic water electrolyzers, where dissolu-
tion of the electrocatalyst must be minimized. On the other
hand, enhancement of the Ir dissolution through potential
cycling in the presence of metal ions such as Cu2+ provides an
encouraging route for recovery of Ir from the Ir-based spent OER
electrocatalysts through electrochemical dissolution.
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