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promotional effect of water and inhibiting effect of
carboxylates over dilute PdAu catalysts†
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Dilute PdAu alloys are promising catalysts for selective oxidation with high activity and high selectivity. The

promotional effect of Pd for selective alcohol oxidation is strongly dependent on the alkyl chain length.

Whereas Pd substantially promotes the selective oxidation of methanol, there is essentially no promotion

of oxidation of longer-chain alcohols (C2–C4) for Pd3Au97 RCT-SiO2 compared to pure Au RCT-SiO2.

The lack of promotion of selective oxidation of higher alcohols by Pd is attributed to their over-oxidation

on the Pd3Au97 RCT-SiO2 catalyst, yielding strongly bound carboxylates that poison the Pd sites. The

longer-chain carboxylates are stable on the surface under reaction conditions whereas formate, which

would form from over-oxidation of methanol, decomposes. The surface carboxylate was identified for 1-

propanol oxidation as propionate using in situ Fourier transform infrared (FTIR) spectroscopy. Further

evidence for poisoning by carboxylates is the production of CO2 in temperature programmed oxidation

following catalyst use. The poisoned catalyst can be regenerated in a flowing methanol/oxygen mixture,

restoring the promotional effect of Pd for methanol oxidation. The residual activity of the Au and of the

poisoned Pd/Au catalysts may be due to the migration of hydroxyl from the silica support to the

nanoparticle. A reservoir of hydroxyl groups on the RCT-SiO2 is identified using FTIR. Hydroxyls on Au

are known to spontaneously disproportionate to adsorbed oxygen atoms and water. These results

demonstrate the sensitivity of dilute alloy catalyst reactivity to molecular structure.
Introduction

Interest in using Au-based catalysts for selective oxidation
reactions has grown since Au was discovered as a highly selec-
tive catalyst, enabling more sustainable chemical processes.1–8

Due to the nature of supported Au nanoparticle catalysts,
numerous material properties related to the Au nanoparticles
and/or the supporting metal oxide could be associated with the
activity of Au catalysts.3 Although the probability of molecular
logy, Harvard University, Cambridge, MA

edu; friend@fas.harvard.edu

d Applied Sciences, Harvard University,

niversity of Freiburg, Freiburg, Germany

ical Engineering, Stony Brook University,

SI) available: Fig. S1–S11, Tables S1–S8,
alcohol and selectivity. See DOI:

istry and Biochemistry, University of
A.

13778–13791
O2 dissociation on under-coordinated Au atoms is signicantly
greater than on extended Au surfaces,9 additional means of
activating molecular O2 can be used to deliver oxygen to the Au
surfaces of a supported Au nanoparticle catalyst, namely
through the metal oxide support3,10 or through a dopant metal
active for molecular O2 dissociation, such as Pd.

Supports play an important role in determining the activity
of supported Au nanoparticle catalysts. Since the initial
discovery and studies of its activity for the oxidation of CO,11,12

several more studies on the selective oxidation chemistry of
supported Au nanoparticle catalysts have followed.13–18 It has
been found that Au/SiO2 has decent activity and high selectivity
for the oxidation of aliphatic alcohols (specically 1-propanol
and 1-butanol, among other alcohols) between 523 K and 573
K.19 Typically, the reducible oxide supported Au catalysts are
considered more active for oxidation reactions since the oxygen
species on the reducible support are considered more mobile
than those on the irreducible support, thus enabling the
migration of oxygen species from the support to the Au nano-
particle. It has been shown that co-feeding H2O increases the
activity of supported Au/SiO2, among other supports, for CO
oxidation20,21 and selective propene oxidation.22–25 This raises
the question as to what role H2O would play in selective
This journal is © The Royal Society of Chemistry 2024
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oxidation over Au catalysts, as it is a byproduct in selective
oxidation over Au. Only a few studies on the effect of water on
the activity of ceria supported Au for oxidative ethanol dehy-
drogenation26 and the partial oxidation of allyl alcohols on
oxygen-covered Au single-crystals have been performed;27,28

much remains to be understood about the role of H2O present
on Au catalysts for the numerous selective oxidation reactions
Au catalyzes.

The use of bimetallic alloys has proven to be another
successful approach to generating selective oxidation Au-based
catalysts. Nanoporous AgAu (npAgAu), containing ∼3 at% Ag, is
one example of an Au-based bimetallic alloy catalyst that is
highly selective to forming methyl ester for the oxidative self-
coupling of methanol.29,30 It has been shown that the oxidative
methanol self-coupling network, determined from model
studies of Au in ultra-high vacuum, can be used as the basis of
a microkinetic model to predict the performance of npAgAu
over a wide range of pressures and temperatures;31,32 this rein-
forces the applicability of mechanisms determined over model
Au catalysts in ultra-high vacuum to npAgAu catalysts in a ow
reactor.33,34 More recently, the reaction steps of the same
microkinetic model for the oxidative methanol coupling were
modied using density functional theory (DFT) scaling relations
to accurately predict the increase in selectivity to aldehyde
formation as the alkyl chain length increases for the oxidative
self-coupling of C1 to C4 aliphatic alcohols over npAgAu in
a plug ow reactor.35 The predicted selectivity towards aldehyde
formation in the oxidation of C2 to C4 alcohols on an Au catalyst
agrees with gas-phase reactor studies of selective oxidation of 1-
propanol and 1-butanol over Au/SiO2,19 suggesting this reaction
mechanism can also be applied to supported nanoparticle
catalysts. Several studies also show that supported PdAu alloy
catalysts are active for the selective oxidation of alcohols,36–40

raising the question as to whether the oxidative coupling
mechanism over Au would adequately predict the activity of Pd-
doped Au catalysts.

Efforts to further test the applicability of the Au-based
oxidative alcohol self-coupling reaction network to supported
bimetallic Au-based nanoparticles are needed. As a rst step in
this endeavor, supported dilute Pd-in-Au (PdxAu1−x, x = 1.7 and
3.4 at%) nanoparticles on raspberry colloid templated silica
(RCT-SiO2) were studied for the oxidative self-coupling of
methanol.41 The RCT catalysts in general, and the PdxAu1−x

RCT-SiO2 catalysts, in particular, are stable under oxidative
reaction conditions at elevated temperatures and have
remarkable resistance against sintering,41–44 two features that
allow for a wide range of temperatures to be tested without
compromising the performance of the catalyst material over
multiple testing cycles. Introducing as little as 3 at% Pdmetal to
the Au nanoparticles promotes activity for methanol coupling
between 363 K and 448 K, resulting in signicant activity and
high selectivity to methyl formate.41 The importance of available
Pd atoms at the surface to activate molecular oxygen and initiate
the catalyst cycle to produce methyl formate was evident from
the lack of activity under non-oxidative conditions and the
nearly complete suppression of methyl formate formation when
CO was co-fed with a methanol/O2 mixture over Pd3Au97 RCT-
This journal is © The Royal Society of Chemistry 2024
SiO2. It is demonstrated that the small amount of Pd is
responsible for the activation of molecular O2 to initiate the
catalyst cycle much like the small amount of Ag in npAgAu is,
with nearly 10 times higher activity in methanol conversion
comparing Pd3Au97 RCT-SiO2 to npAgAu.41

The capacity of carboxylates, an intermediate in the oxidative
alcohol coupling mechanism over Au(111),45 to be strongly
bound to the catalytically active metal centers makes them
a potential surface poison and motivates the study of their
stability in model systems comprising Au, Pd and PdAu in ultra-
high vacuum. Co-adsorbed atomic oxygen stabilizes carboxyl-
ates on Pd(111) surface,46,47 while it destabilizes the intermedi-
ates on Au(111).48–50 The stability of carboxylates on PdAu alloys
remains vastly under-investigated, especially in the dilute Pd-in-
Au regime. However, it has been shown that acetic acid imme-
diately forms acetate on PdAu alloys where Pd ensembles are
present (i.e. 0.4 ML of Au or less on Pd(100) in ultra-high
vacuum), while for alloys containing only isolated Pd, the ace-
tic acid molecular adsorbs, only forming some acetate upon
heating.51 Furthermore, it was shown that both alloying Au with
Pd and the presence of co-adsorbed oxygen increase the stability
of the acetate species much like was observed in the studies of
acetate decomposition on Pd(110)52 and Pd(111).47 The acetate
stability on PdAu alloys reveals a potential challenge in creating
PdAu alloy catalysts for selective alcohol oxidation reaction;
however, it also brings the opportunity to tune reaction condi-
tions to free Pd ensembles from the active site blocking
carboxylate.

Herein, both pure Au and Pd3Au97 RCT-SiO2 are demon-
strated to catalyze the oxidative alcohol coupling of longer chain
(C2–C4) alcohols. The activity of the Pd-doped Au RCT catalyst
was similar to that of the pure Au counterpart. The activity of the
pure Au RCT-SiO2 is attributed to the migration of hydroxyl
from the SiO2 support to the Au nanoparticles, leading to the
activation of the alcohols. A reservoir of hydroxyl groups on the
SiO2 support was shown using in situ Fourier transform infrared
(FTIR) spectroscopy over a wide temperature range (298 K to 773
K). Furthermore, we show that water promotes the activity of the
two catalysts studied in the oxidation of 1-propanol at 423 K.
This is the result of hydroxyls on Au reacting with alcohols to
produce water and an alkoxy, forming the key intermediate in
the overall process. The overall effect of Pd in the Pd3Au97 RCT-
SiO2 catalysts on the oxidation of ethanol, 1-propanol and 1-
butanol was minimal, whereas previous work showed that Pd
substantially promotes methanol oxidation. This is due to the
higher stability of carboxylates that formed during the over-
oxidation of the longer chain alcohols. The surface carbox-
ylate species was identied as propionate formed under 1-
propanol oxidation over Pd3Au97 RCT-SiO2 catalyst based on in
situ FTIR studies. The higher stability of the linearly bound
propionate results in the poisoning of surface Pd sites on the
Pd3Au97 RCT-SiO2 catalyst, leading to a reduction in reaction
selectivity. The production of CO2 in temperature programmed
oxidation following catalyst use further provides evidence for
surface poisoning. The catalyst poisoned during 1-propanol
oxidation can be further regenerated in a owing methanol/
oxygen mixture, restoring the promotional effect of Pd for
J. Mater. Chem. A, 2024, 12, 13778–13791 | 13779
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methanol oxidation, as observed from reactor and in situ FTIR
studies. These results demonstrate the sensitivity of dilute alloy
catalyst reactivity to surface molecular structure.
Experimental methods
Material synthesis and characterization

The SiO2-supported nanoparticle (NP) catalysts were prepared
using the raspberry colloid templated (RCT) method as
described previously.42 Three catalysts were investigated: pure
Au, 3 at% Pd-in-Au, and pure Pd (Au RCT-SiO2, Pd3Au97 RCT-
SiO2, and Pd RCT-SiO2, respectively). In brief, the bimetallic NP
catalysts were prepared by rst synthesizing pure Au NPs53 and
then adding a calculated volume of an aqueous solution of Pd
nitrate to yield the specied Pd : Au ratio together with ascorbic
acid aqueous solution as the reducing agent. The pure Pd NPs
were synthesized based on a published method.42 The so-called
“raspberry colloid templates” (RCTs) were prepared by adding
specic amounts of Au or Pd3Au97 NPs to a solution containing
thiol-modied polystyrene colloids. Once the RCTs underwent
self-assembly during evaporation of water, the voids between
RCTs were lled with pre-hydrolyzed tetraethyl orthosilicate
(TEOS) and calcined in air at 773 K. The resulting catalyst
materials are referred to as “as-prepared.” The nal calcination
step helps reduce the defect sites that might be present on
bimetallic Pd-in-Au NP catalysts during the synthesis. The
raspberry colloid templated SiO2 supported bimetallic Pd-in-Au
NP catalysts (Pd3Au97 RCT-SiO2) are comprised of a highly
ordered and porous SiO2

54,55 with substantially embedded
nanoparticles (Fig. S1†).56 SiO2 support was selected to allow
evaluation of the catalytic activity to the metal nanoparticles
and to provide high sinter resistance for the materials. The
average particle diameter and the Pd atomic percent (at%), and
the total metal loading (wt%) of each catalyst have already been
reported41 and are summarized here (Table 1). Transmission
electron microscopy was performed with an aberration-
corrected JEOL ARM 200F, operating at 200 kV and in scan-
ning transmission electron microscopy (STEM) mode. The
elemental composition of Pd and Au, and the total metal
loading were determined by inductively coupled plasma−mass
spectrometry (ICP-MS, Agilent 7900). The PdAu NPs of Pd3Au97
RCT-SiO2 catalysts are well-alloyed and its support structure
highly ordered.41

Nanoporous dilute Ag-in-Au (npAgAu) catalysts were also
prepared for comparison using a previously reported method.30

Briey, the Ag of 6 karat white Au sheets (15% Au in Ag) was
Table 1 The average particle diameter and the Pd atomic percent (at%)
RCT-SiO2, Pd3Au97 RCT-SiO2, and Pd RCT-SiO2 catalysts (previously rep

Catalyst Diameter of NPsa (nm)

Au RCT-SiO2 5.2 � 1.1
Pd3Au97 RCT-SiO2 5.8 � 1.6
Pd RCT-SiO2 3.2 � 0.8

a Determined by TEM. b Measured by ICP-MS.

13780 | J. Mater. Chem. A, 2024, 12, 13778–13791
removed by chemical etching with a nitric acid solution, fol-
lowed by washing with water and drying under He at 323 K. The
npAgAu was activated by heating the sample from 298 to 423 K
and holding at 423 K for 1 h under an ozone environment. The
npAgAu materials have been characterized thoroughly in
previous studies, specically their ligament diameters and pore
size.30

Infrared spectroscopy

Fourier transform infrared (FTIR) spectra of Pd3Au97 RCT-SiO2

during heating and under alcohol oxidation reactions were
collected by loading catalysts into a Harrick Praying Mantis low
temperature reaction chamber with KBr windows mounted
inside a vacuum Fourier transform infrared (FTIR) spectrom-
eter (Bruker Vertex 70V) with a mercury cadmium telluride
(MCT) detector cooled by liquid nitrogen. All samples were
measured in diffuse reectance infrared Fourier-transform
spectroscopy (DRIFTS) conguration. IR spectra between
4000 cm−1 and 650 cm−1 were collected with 2 cm−1 resolution.
For IR characterization during heating, samples were heated at
1 bar with 20 mL min−1 O2 to 773 K using a heating rate of 10
K min−1 while continuously collecting FTIR signals. For char-
acterization under alcohol oxidation reactions, catalysts were
pretreated at 1 bar with 20 mL min−1 O2 at 773 K for 15 min
using a heating rate of 10 K min−1, followed by cooling in He to
423 K. The alcohol oxidation reaction tests and regeneration
experiments were then carried out in the same DRIFTS cell at 1
bar by introducing reactants (4% alcohol and 10% O2 balanced
in He; total ow rate = 20 mL min−1) and maintaining the
temperature at 423 K until the FTIR signal stabilizes, typically
takes ∼1–1.5 h.

Catalytic measurements

Catalyst testing was conducted in a xed bed gas-phase ow
reactor under atmospheric pressure, and the amount of alcohol
vapor in the reactant stream was controlled as described
previously.57 The powders of as-prepared Au and Pd3Au97 RCT-
SiO2 catalysts synthesized in the same manner as in prior
studies,41 were crushed and sieved to obtain particle sizes
between 100–300 mm in diameter. The catalyst beds with ∼10 or
40 mg of the crushed powder were loaded into a tubular reactor
(inner diameter: 1 cm) and diluted with quartz sand (particle
sizes 210–300 mm) to a total catalyst bed length of 1 cm.

Prior to activity measurements, all catalysts were pretreated
at 1 bar with 20% O2 balanced in He with a total ow rate of 50
mL min−1 (gas hourly space velocity of 3800 h−1) at 773 K for
of NPs, and the total metal weight loading (wt%) in the as-prepared Au
orted in ref. 41 and 42)

Pd contentb (at%) Total metal loadingb (wt%)

N/A 9.2
3.4 � 0.1 8.8
100 0.52

This journal is © The Royal Society of Chemistry 2024
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15 min using a heating rate of 10 K min−1. Thereaer, the O2-
pretreated catalyst was cooled in He to 423 K, at which point
reaction conditions (4% alcohol and 10% O2 balanced in He;
total ow rate = 50 mL min−1) were initiated to stabilize the
catalyst activity; for the oxidation of ethanol, 1-propanol and 1-
butanol the catalyst activity stabilized immediately, while in the
case of methanol stabilization took ∼1.5 h. The standard
procedure described was followed for experiments where 1%
H2O was co-fed during 1-propanol oxidation reaction at 423 K,
and where regeneration was performed with methanol replac-
ing 1-propanol at 423 K. Only the experiments where 2% COwas
co-fed during alcohol oxidation deviated slightly from the
standard procedure described; the reaction was initiated at 473
or 573 K as opposed to 423 K.

For testing npAgAu catalysts, the sample (18.0 mg) was
stabilized under methanol oxidation at 423 K (10% methanol
and 20% O2 balanced in He; total ow rate = 50 mL min−1) for
∼18 h. Then the partial pressure of O2 was decreased (10%
methanol and 10% O2 balanced in He; total ow rate = 50
mL min−1) and allowed to stabilize. The change in partial
pressure was to allow the co-feeding of H2O at the same total
ow rate without having to heat the water saturator and reactor
lines, thus reducing the possibility of water condensation that
would lead to erroneous vapor concentrations.

The reactor effluent was analyzed using a gas chromatograph
(Agilent 7890A series, Column HP-Plot/Q) coupled with a mass
spectrometer (Agilent 5975C series, inert MSD with triple axis
detector) (equations for conversion of alcohol and selectivity to
each product are provided in ESI†). The deposition of carbon
containing species onto the surface was determined by an
online mass spectrometer (MS, Hiden HAL 301/3F Series) aer
the alcohol oxidation reaction at 423 K for ∼2 h by measuring
the evolution of CO2 (m/z = 44) during the temperature pro-
grammed oxidation (TPO) of the catalyst (at 1 bar with 10% O2
Fig. 1 (a) In situ FTIR spectra of as-prepared Au RCT-SiO2 in the 4000–27
K in O2. (b) The rate of 1-propanol oxidation over Au RCT-SiO2 in the a
denoted the assignments of silanol groups. Reaction conditions in (a): 10
H2O, balanced in He; total flow rate = 50 mL min−1; mcat = 10.0 mg.

This journal is © The Royal Society of Chemistry 2024
balanced with He; total ow rate = 20 mL min−1) from 323 to
773 K using a heating rate of 10 K min−1.
Results
The oxidation of alcohols over Au RCT-SiO2

The silica (RCT-SiO2) supporting nanoparticles was found to be
hydroxyl-rich from room temperature up to 773 K (Fig. 1a),
which ensured that it can serve as a reservoir of hydroxyls over
this temperature range. At room temperature (298 K), the in situ
Fourier transform infrared (FTIR) spectra of Au RCT-SiO2

exhibited a peak centered at n ∼3650 cm−1 and a peak centered
at n ∼3520 cm−1; the former is assigned to isolated, non-
interacting silica hydroxyl groups (i.e. silanol, Si–OH) and the
latter is assigned to H-bonded Si–OH.58,59 The shoulder at n

∼3250 cm−1 is assigned to Si–OH groups perturbed by adsorbed
molecular H2O.58,59

The silica hydroxyls of the as-prepared Au RCT-SiO2 between
298–473 K were found by FTIR to be either non-interacting or
hydrogen-bonded with either neighboring silanols or adsorbed
water. Between 473–573 K, the isolated, non-interacting Si–OH
bonds (n ∼3650 cm−1) persisted and the H-bonded Si–OH (n
∼3520 cm−1) decreased. As the temperature was further
increased to 673–773 K, the signal corresponding to the non-
interacting Si–OH (n ∼3650 cm−1) decreased slightly and that
corresponding to the H-bonded Si–OH (n ∼3520 cm−1) dis-
appeared entirely. This agrees with the notion that as the silica-
hydroxyl coverage decreases there is less chance for hydrogen
bonding as silica hydroxyls are depleted. Non-interacting Si–OH
(n ∼3650 cm−1) are still present even aer holding the cell
temperature at 773 K for 15 min (same conditions as the
pretreatment carried out before alcohol oxidation reactions).
Altogether, these in situ FTIR data show the presence of
hydroxyls on the support of the Au RCT-SiO2 catalysts over
00 cm−1 region collected as a function of temperature from 298 to 773
bsence and presence of co-fed 1% H2O at 423 K. Dashed lines in (a)
0% O2; flow rate = 20 mL min−1, (b): 4% 1-propanol, 10% O2, 0 or 1%

J. Mater. Chem. A, 2024, 12, 13778–13791 | 13781
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a wide temperature range, from 298 to 773 K. Furthermore, the
hydroxyl-rich environment of RCT-SiO2 between 298 and 773 K
is independent of the nanoparticle composition as shown with
a similar trend observed over RCT-SiO2 and Pd3Au97 RCT-SiO2

(Fig. S2†).
Evidence that the hydroxyls on the RCT-SiO2 support play

a signicant role in the activity of the Au RCT-SiO2 catalyst in
the oxidation of alcohols was demonstrated by co-feeding H2O
with the reactant stream during the experiment (Fig. 1b). The
O2-pretreated Au RCT-SiO2 was initially stabilized under reac-
tion conditions (4% 1-propanol, 10% O2) for ∼1.4 h, exhibiting
a propanol oxidation rate of 4 mmol 1-propanol gcat

−1 s−1. When
1% H2O was co-fed with the reactant mixture, the activity
towards 1-propanol increased by a factor of ∼5 over the course
of 2.5 h. The Au RCT-SiO2 is necessary for the oxidation reaction
to occur because the control experiment using blank (no Au
NPs) RCT-SiO2 support showed only negligible activity under
the same reaction conditions (Fig. S3a†). Similarly to the Au
RCT-SiO2 case, the reaction rate over Pd3Au97 RCT-SiO2

increased by a factor of ∼3 when 1% H2O was co-fed at 423 K
(Fig. S3b†). The hypothesis that the SiO2 plays an essential role
in the activity of the Au-based RCT-SiO2 catalysts by Si–OH
directly activating alcohols or supplying hydroxyls to the Au
nanoparticle surface, is reinforced by the lack of promotional
effect co-fed water had on the activity of a support-free dilute Ag-
in-Au catalyst (npAgAu) for oxidative methanol coupling
(Fig. S4†). Furthermore, the Au nanoparticle-SiO2 interface was
essential to the observed activity of the Au RCT-SiO2 catalyst for
the oxidation of 1-propanol between 423 K and 573 K, see ESI,
Tables S1 and S2† for a more detailed discussion.
Fig. 2 The conversion of C1 to C4 alcohols and the rate of alcohol
oxidation at 423 K over (a and c) Au and (b and d) Pd3Au97 RCT-SiO2,
and the corresponding selectivity over (e) Au and (f) Pd3Au97 RCT-SiO2.
Reaction products in (e and f) are listed in Table S4.† Complete data
sets are listed in Table S5.† Reaction conditions: 4% alcohol, 10% O2,
balanced in He; total flow rate = 50 mL min−1; mcat = 40.0 and
40.5 mg for Au RCT-SiO2 and Pd3Au97 RCT-SiO2, respectively.

13782 | J. Mater. Chem. A, 2024, 12, 13778–13791
In addition to promoting the conversion of 1-propanol over
the Au RCT-SiO2 at 423 K, co-feeding water also increased the
selectivity to propyl propionate (Table S1†). A similar increase in
selectivity towards the coupled product was observed on
Pd3Au97 RCT-SiO2 (Table S1†). The increase in conversion of 1-
propanol and selectivity towards coupled product when 1%H2O
was co-fed can be explained by a disproportionation reaction of
hydroxyls over the Au NPs, as has been observed on single
crystal studies of Au.60,61 The disproportionation of hydroxyls
over Au to form water and adsorbed atomic oxygen results in
a greater surface coverage of active sites, in this case, adsorbed
atomic oxygen, and, consequently, adsorbed reactant interme-
diates that would lead to production of propanal and propyl
propionate. A more detailed discussion of how hydroxyls could
be formed in higher amounts on PdxAu1−x RCT-SiO2 catalysts is
presented in the Discussion section.
The oxidation of alcohols over Pd3Au97 RCT-SiO2

Unlike its signicant promotional effect in the oxidation of
methanol (C1 alcohol) at 423 K, the Pd in Pd3Au97 RCT-SiO2 had
little effect in promoting activity towards the higher chain
alcohols (C2 to C4 alcohols) under the same reaction conditions
(Fig. 2). The activity of Au RCT-SiO2 towards the C1 to C4 alco-
hols varied between ∼12% and 28% conversion (Fig. 2a). As
expected, based on previous studies of the PdxAu1−x RCT-SiO2

systems for oxidative methanol coupling,41 Pd3Au97 RCT-SiO2

(Fig. 2b) showed a much greater activity towards methanol than
Au RCT-SiO2. However, the conversion of ethanol, 1-propanol,
and 1-butanol was similar over both catalysts. The activity of
Pd3Au97 RCT-SiO2 towards methanol was greater than that of Au
RCT-SiO2 by a factor of ∼3, but this factor collapsed to ∼1 for
the higher chain alcohols. This result strongly suggests the Pd
active site, which has been proven essential to activating
molecular O2 and consequently promoting oxidative methanol
coupling,41 was blocked at 423 K under reaction conditions for
the oxidation of higher chain alcohols. Pure Pd RCT-SiO2 was
also compared as a control and showed greater activity towards
methanol than Au RCT-SiO2 (Table S3†). However, due to its
highly exothermic behavior and instability under alcohol
oxidation reaction conditions, sudden increases in CO2

production were observed over time and a steady-state conver-
sion was not achievable for pure Pd RCT-SiO2.

Oxygen is required for alcohol conversion at the tempera-
tures investigated as demonstrated by the lack of methanol and
1-propanol conversion under non-oxidative conditions over Au
and Pd3Au97 RCT-SiO2 (Table S6†). The rates of methanol or 1-
propanol conversion over Au and Pd3Au97 RCT-SiO2 catalysts
under non-oxidative conditions were negligible. The necessity
for O2 to convert alcohols is consistent with previous report on
methanol oxidation,41 and Pd itself does not induce O–H bond
activation under these conditions.

The small amount of alkene products with one carbon less
than the parent alcohol (C3 and C4 alcohol), observed in this
study, and near equimolar amount of CO2 formed (Fig. 2f)
suggest the Pd in Pd3Au97 RCT-SiO2 might not be entirely
blocked and thus creates an alternative reaction pathway
This journal is © The Royal Society of Chemistry 2024
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involving a carbon–carbon bond scission. The selectivity for the
oxidation of the C1 to C4 alcohols over Au RCT-SiO2 (Fig. 2e)
agrees with the selectivity predicted for the oxidation of these
alcohols over npAgAu based on a combination of microkinetic
modelling and plug ow reactor simulation.35 The network
predicts a drastic decline in selectivity to coupled product and
a concomitant increase in selectivity to aldehyde from oxidizing
the C1 alcohol to oxidizing the C2 alcohol and above. A similar
trend for the aldehyde and coupled products was observed over
Pd3Au97 RCT-SiO2 as the molecular weight of the alcohol
increased (Fig. 2f). However, ethylene and propylene were
observed during the oxidation of 1-propanol and 1-butanol,
respectively. No hydrocarbon was formed when testing ethanol.
The formation of the alkene products is not predicted by the Au-
based reaction network35 and suggests the reaction pathway
exists on Pd3Au97 RCT-SiO2 as a result of its Pd.

To investigate reaction conditions that might render the Pd
containing catalyst more active than the pure Au catalyst, the
activity of 1-propanol was tested over a temperature range
spanning 423 K and 573 K over both catalysts (Fig. S5†). The
conversion of methanol over Au RCT-SiO2 at 423 K was ∼11%,
whereas over Pd3Au97 RCT-SiO2 this was∼32% (Fig. S5a and b,†
respectively). The conversion of 1-propanol over Au RCT-SiO2

was ∼3%, whereas over Pd3Au97 RCT-SiO2 was ∼6%. Thus, the
conversion of methanol and 1-propanol increased by a factor of
3 and 2, respectively, over the Pd-containing catalyst as
compared to the pure Au catalyst. When oxidizing either
alcohol, the promotional effect of Pd3Au97 RCT-SiO2 diminished
as the temperature increased from 423 K to 573 K so that this
factor approached 1. It should be noted that the difference in
activity between methanol and 1-propanol over Au RCT-SiO2

approaches zero at 573 K while over Pd3Au97 RCT-SiO2 this
occurs near 523 K. The Pd3Au97 RCT-SiO2 catalyst had little
effect in promoting desirable activity towards oxidation of 1-
propanol even at temperatures greater than 423 K (Fig. S5†)
calling into question why Pd does not promote alcohol activa-
tion even when catalyst surface is free of residual surface
carbon. At least two arguments could be made to explain the
similar activity of Au RCT-SiO2 and Pd3Au97 RCT-SiO2 at 573 K.
First, the activity due to the Au–SiO2 interface may dominate at
this temperature. Second, Pd at the surface may have been
driven to the bulk of the nanoparticle as a result of the elevated
temperature. However, the dependence of selectivity on
temperature suggests substantial Pd is at the surface of the
catalysts even at 573 K.

The dependence of selectivity on temperature over Pd3Au97
RCT-SiO2 during both the oxidative self-coupling ofmethanol and
the oxidation of 1-propanol reveals Pd promotes oxygen dissoci-
ation on the predominantly Au nanoparticle. The selectivity for
methyl formate and CO2 was 95% and 5%, respectively, over Au at
423 K (Fig. S5e†). Under the same conditions, Pd3Au97 RCT-SiO2

exhibited a selectivity for methyl formate and CO2 of 82% and
16%, respectively (Fig. S5f†). The selectivity for methyl formate
over both catalysts decreased as the temperature increased to 573
K (Fig. S5e and f†), but the selectivity to methyl formate over
Pd3Au97 RCT-SiO2 was always lower than that of Au RCT-SiO2. A
similar increase in conversion ofmethanol over the Pd-containing
This journal is © The Royal Society of Chemistry 2024
catalyst at 423 K that comes at a cost to selectivity for methyl
formate qualitatively agrees with previous studies of oxidative
methanol self-coupling under equimolar conditions (10% meth-
anol, 10% O2) over these same PdxAu1−x RCT-SiO2 catalysts.41

Both Au and Pd3Au97 RCT-SiO2 produce signicant formaldehyde
under the reaction conditions investigated herein (4% methanol,
10% O2, temperature between 423 K and 573 K). Microkinetic
models of the Au-based oxidative methanol coupling network
predict an increase in selectivity for formaldehyde under the
pressure conditions of the gas phase ow reactor as the temper-
ature increases.31,32 This provides further evidence the Au-based
oxidative alcohol self-coupling mechanism is generally appli-
cable to dilute alloy systems where Au is the majority element.

The enhanced molecular oxygen dissociation over Pd3Au97
RCT-SiO2 that promoted activity towards methanol (Fig. 2b and
S5b†) at a cost to selectivity to methyl formate (Fig. S5f†) seemed
to have no impact on conversion of 1-propanol (Fig. S5b†) and
introduced undesired byproducts, ethylene and equimolar
amounts of CO2, as the temperature increased (Fig. S5h†).
Unlike Au RCT-SiO2 which produces only propanal, propyl
propionate, and small amounts of propyl acrylate (Fig. S5g†),
Pd3Au97 RCT-SiO2 also produced ethylene accompanied by
equimolar amounts of CO2 (Fig. S5h†). The selectivity for the
olen and CO2 increased with temperature between 473 K and
573 K, as would be expected if the surface bound intermediate
leading these products were also associated with the residual
surface carbon. Because studies of oxidative methanol coupling
show molecular oxygen dissociation is promoted on Pd3Au97
RCT-SiO2,41 it is possible that sufficient oxygen is present on the
surface to over-oxidize propanal to form propanoate; the
consequences of forming this carboxylate are discussed later.
The effect of co-fed CO

The nature of the surface poison over Pd3Au97 RCT-SiO2 under
high chain alcohol oxidation reaction conditions was further
probed by co-feeding CO during the oxidation of methanol and
1-propanol (Fig. 3). Aer the activity of the Pd3Au97 RCT-SiO2 for
oxidation of methanol was stabilized at 473 K, 2% CO was
introduced into the reactant mixture and the rate of methanol
oxidation decreased signicantly (Fig. 3a) as expected based on
previous studies of Pd3Au97 RCT-SiO2.41 When the same proce-
dure was conducted at 573 K, the 2% COminimally reduced the
rate of methanol oxidation. Analogous experiments for the
oxidation of 1-propanol showed that the poisoning effect of CO
on the conversion of 1-propanol was signicant at 473 K
(Fig. 3b), but less signicant than that observed for the oxida-
tion of methanol. At 573 K the co-fed CO had minimal impact
on the rate of 1-propanol reacted. It is important to note that
dilute Pd-in-Au RCT-SiO2 catalysts show signicant activity for
CO oxidation at 523 K and above,42,43 thus it is expected that the
poisoning effect at 573 K would be in part associated with
increased turnover of CO at this temperature.

The corresponding product yields for the co-fed CO experi-
ments suggest that CO binds signicantly to Pd3Au97 RCT-SiO2

at both 473 K and 573 K (Fig. 3c and d). At 473 K, the presence of
CO reduced the production of methyl formate and CO2 in
J. Mater. Chem. A, 2024, 12, 13778–13791 | 13783
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Fig. 3 The rate of (a) methanol and (b) 1-propanol oxidation in the absence (w/o CO) and presence (w/CO) of co-fed 2% CO at 473 K and 573 K
over Pd3Au97 RCT-SiO2, and the corresponding yield of products during (c) methanol and (d) 1-propanol oxidation. Reaction conditions: 4% 1-
propanol, 10% O2, 0 or 2% CO, balanced in He; total flow rate = 50 mL min−1; mcat = 10.0 mg.
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methanol oxidation reaction (Fig. 3c), and to some extent the
formaldehyde. At 573 K the dominant product is CO2. Although
the dilute Pd-in-Au RCT-SiO2 catalysts oxidize CO at this
temperature,42 co-feeding CO suppressed the over-oxidation
pathway since the yield of CO2 decreased despite adding the
pathway of CO oxidation (Fig. 3c). It should be noted the
production of methyl formate and formaldehyde increased as
well. In the case of 1-propanol (Fig. 3d), a similar effect of CO
was observed at 473 K where the presence of CO reduced the
production of propanal, the dominant selective oxidation
product for this reaction. Interestingly, at 573 K the amount of
propanal increased by nearly the same amount that the ethylene
decreased; the amount of ethylene was reduced by a factor of 2.
These changes in selectivity agree with the presence of CO
binding to Pd ensembles, and the Pd arrangements that have
been proven essential for oxygen dissociation,41,62,63 that reduces
the availability of atomically adsorbed oxygen on the surface to
initiate the selective oxidation mechanism and drive the reac-
tion selectivity.
Identication of surface bound carboxylates

The chemical species detected during methanol and 1-propanol
oxidation reactions over Pd3Au97 RCT-SiO2 at 423 K using
infrared spectroscopy (Fig. 4) correlate well with the product
distributions measured in reactor studies (Fig. 2f). The in situ
13784 | J. Mater. Chem. A, 2024, 12, 13778–13791
FTIR spectra were monitored as a function of time and collected
until the peak intensity no longer changed, typically aer 1–
1.5 h under reaction conditions (Fig. S6†). For methanol
oxidation at 423 K over Pd3Au97 RCT-SiO2 the FTIR spectra in
the 2500–1100 cm−1 region revealed main features corre-
sponding to the presence of CO2 [n (C]O) at 2360 and 2342],64

methyl formate [n (C]O) at 1740 and n (C–O) at 1200–
1150 cm−1],37,65 formate [n (O–C]O) at 1570 cm−1],37,66 and
methoxy [d (C–H) at 1480 cm−1]65,67 (Fig. 4a) (Table 2). Products
including methyl formate and CO2 assigned by the FTIR spectra
are consistent with the selectivity measured in the reactor
studies, which showed a selectivity of 82% and 16% for methyl
formate and CO2, respectively. In addition, intermediates for
the coupling and over-oxidation pathways are also observed,
namely methoxy and formate species, respectively. The peak
assignments for the products were also conrmed by the
difference spectra by subtracting the steady-state spectra of
methanol oxidation over Pd3Au97 RCT-SiO2 with support SiO2 to
eliminate the contribution from gas phase reactants (Fig. S7a†).

It should be noted that it is not possible to distinguish
between gas phase and surface-bound species from the
measurements, so the spectra reported is the result of a sum of
both species. The FTIR spectra in the C–H region (3100–
2700 cm−1) for oxidation of methanol over Pd3Au97 RCT-SiO2 at
423 K showed a combination of gas and surface species
This journal is © The Royal Society of Chemistry 2024
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Fig. 4 In situ FTIR spectra in the 2500–1100 cm−1 region collected (i) during the oxidation of (a) methanol and (b) 1-propanol over Pd3Au97 RCT-
SiO2 (green) and RCT-SiO2 (black) at 423 K for 1.5 h and followed by (ii) purging in He for 2 h. Reaction conditions: 4% alcohol and 10% O2,
balanced in He; total flow rate = 20 mL min−1. Dashed lines denoted the peaks of interest with peak assignments summarized in Table 2.

Table 2 Peak assignments of the in situ FTIR spectra in the 2500–1100 cm−1 region collected during methanol and 1-propanol oxidation over
Pd3Au97 RCT-SiO2 at 423 K (Fig. 4)

Reaction Frequency (cm−1) Vibrational mode Assignment

Methanol oxidation 2360 n (C]O) CO2

2342 n (C]O) CO2

1740 n (C]O) Methyl formate
1570 n (O–C]O) Formate
1480 d (C–H) Methoxy
1200–1150 n (C–O) Methyl formate

1-Propanol oxidation 1760 n (C]O) Propyl propionate
1730 n (C]O) Propionate
1725 n (C]O) Propanal
1558–1540 nas (O–C]O) Propionate
1471 ns (O–C]O) Propionate
1460 n (C–O) Propanal
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(Fig. S8†). Bands for adsorbed methanol are assigned at 2994,
2955 and 2856 (nas (CH3) 2994, 2955, ns (CH3) 2856 cm−1),68

a band at 2844 is assigned to gas phase methanol (ns (CH3)
2844 cm−1),68 and adsorbed methoxy (ns (CH3) 2923 and 2d
(CH3) 2822 cm−1)37 was also detected under methanol oxidation
conditions.

Analogous IR experiments for detecting species present
during the oxidation of 1-propanol (Fig. 4b) showed good
correlations with the product distributions measured in reactor
studies (Fig. 2f). In situ FTIR spectra collected for 1-propanol
oxidation over Pd3Au97 RCT-SiO2 at 423 K in the 2500–
1100 cm−1 region showed main features corresponding to the
presence of propyl propionate [n (C]O) at 1760 cm−1],69

propanal [n (C]O) at 1725 cm−1 and n (C–O) at 1460 cm−1],70

propionate [n (C]O) at 1730 cm−1, nas (O–C]O) at 1558–
1540 cm−1 and ns (O–C]O) at 1471 cm−1] (Table 2).70,71 Based
on the reactor studies of 1-propanol oxidation over Pd3Au97
RCT-SiO2, the major product is propanal (79% selectivity) with
a minor product of propyl propionate (16% selectivity); both
products are detected in the in situ FTIR spectra for 1-propanol
This journal is © The Royal Society of Chemistry 2024
oxidation. Additionally, several features conrmed the presence
of propionate under 1-propanol oxidation conditions, the
assignments are based on previously reported spectra.70

The surface of Pd3Au97 RCT-SiO2 under the oxidation of 1-
propanol at 423 K was populated with strongly bound spectator
species (carboxylates), but not in the case of methanol oxida-
tion. The accumulation of surface species under 1-propanol
oxidation reactions over Pd3Au97 RCT-SiO2 was identied by
comparing the in situ FTIR spectra collected aer 1.5 h of
reaction (Fig. 4bi) with the spectra collected aer purging with
an inert gas (He) for 2 h (Fig. 4bii). A major peak centered at
∼1730 cm−1 and a smaller peak at ∼1470 cm−1 persisted aer
purging in He for 2 h. In contrast, peaks observed during
methanol oxidation (Fig. 4ai) decreased drastically aer purging
in He for 2 h (Fig. 4aii). As noted earlier, it is not possible to
distinguish between gas phase and surface-bound species over
steady-state FTIR spectra; therefore, by collecting spectra aer
purging with He, the remaining observable species on the
catalyst surface are expected to be strongly bound spectator
species formed under reaction conditions. The accumulation of
J. Mater. Chem. A, 2024, 12, 13778–13791 | 13785
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surface species on Pd3Au97 RCT-SiO2 under 1-propanol oxida-
tion reaction was further conrmed using the integrated area in
spectral region characteristic for C]O and C–O stretches (1900–
1100 cm−1) collected as a function of time (Fig. S9, see ESI† for
a more detailed discussion).

The surface species accumulated on Pd3Au97 RCT-SiO2 under
1-propanol oxidation reactions were identied as propionates
based on the n (C]O) region in the in situ FTIR spectra. The
presence of propyl propionate (1760 cm−1), propionate
(1730 cm−1), and propanal (1725 cm−1) were detected during 1-
propanol oxidation (Fig. 4bi) while two features (1730 and
1470 cm−1) persisted aer purging in He for 2 h, which can be
attributed to linearly bound propionate species.66,67 This is
consistent with the reported frequency of linearly adsorbed
aliphatic esters, where the n (C]O) frequency typically appears in
the range of 1750–1720 cm−1.72 No peaks were observed in the
C]O region of in situ FTIR spectra collected over SiO2 under 1-
propanol oxidation followed by purging inHe (Fig. 4b, black). The
band at 1730 cm−1 is unlikely to be gas phase propanal as the n

(C]O) frequency will redshi to below 1700 cm−1 for surface-
bound propanal. Single crystal study of propanal adsorption on
Pd(111) showed a n (C]O) frequency at 1695 cm−1 as compared
to the original feature at 1728 cm−1.70,73 In addition, n (C–H) of
aldehyde is expected to appear as doublet in the range of 2850–
2750 cm−1,74 which was not observed in the FTIR spectra aer
purging in He.
Fig. 5 (a) The conversion of (i) methanol oxidation for 2 h, (ii) 1-propano
establish methanol oxidation for 5 h after replacing 1-propanol with met
FTIR spectra in the 3100–2700 cm−1 region representing different stages
propanol oxidation, and (d–f) (iii) re-establishing methanol oxidation afte
replacement of reactants, and in (c–f) denoted the IR peak of interest. Rea
= (a) 50 and (b) 20 mL min−1; mcat in (a) = 40.5 mg.

13786 | J. Mater. Chem. A, 2024, 12, 13778–13791
Propionate species bound on the catalyst surface aer purging
mainly exist in the form of linearly bound geometry. Bands
characteristic of the bidentate binding of the carboxylate (COO−)
group were only observed in the steady-state FTIR spectrum
collected under 1-propanol oxidation (Fig. 4bi), which typically
appears in the range of 1590–1560 and 1470–1440 cm−1 for the
asymmetric and symmetric stretches, respectively.67 No bands
were observed in the range of 1590–1560 cm−1 and only a small
peak in the 1470–1440 cm−1 region was observed in the FTIR
spectrum aer purging in He (Fig. 4bii), suggesting propionate
adsorbed on the catalyst surface is mainly in the form of linearly
coordinated. This is consistent with stronger linear adsorption of
aliphatic ester than bidentate binding geometry.66,67

The build-up of carbonaceous species on Pd3Au97 RCT-SiO2

under 1-propanol oxidation reactions is conrmed by the
production of CO2 in temperature programmed oxidation (TPO)
over spent catalysts (Fig. S10).† The analysis of residual surface
carbon using temperature programmed oxidation reactions
over Pd3Au97 RCT-SiO2 catalysts aer the oxidation of C1 to C4
alcohols showed the amount of CO2 formed was inversely
related to the activity towards the alcohol (Fig. S10†). Only small
amounts of CO2 formed aer methanol oxidation because the
conversion of methanol was nearly 100% at 423 K. In contrast,
clear CO2 formation peaks were detected during TPO for
Pd3Au97 RCT-SiO2 catalysts aer the high chain alcohols reac-
tions. The residual surface carbon formed during the oxidation
of C2–C4 alcohols starts to decompose ∼473 K and the catalyst
l oxidation for 1 h after replacing methanol with 1-propanol, and (iii) re-
hanol at 423 K over Pd3Au97 RCT-SiO2. (b–f) The corresponding in situ
of the experiment, including during (b) (i) methanol oxidation, (c) (ii) 1-
r replacing 1-propanol with methanol. Dashed lines in (a) indicated the
ction conditions: 4% alcohol and 10%O2 balanced in He; total flow rate

This journal is © The Royal Society of Chemistry 2024
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surface would be free of the residual carbon ∼573 K. Thus,
testing the oxidation of C2 to C4 alcohols at elevated tempera-
tures under oxidative conditions could eliminate the surface
poison over Pd3Au97 RCT-SiO2 leading to a greater availability of
active sites and a greater conversion of alcohol as compared to
Au RCT-SiO2.
Regeneration of the poisoned Pd3Au97 RCT-SiO2 surface

The Pd3Au97 RCT-SiO2 catalysts poisoned by surface-bound
propionates formed under 1-propanol oxidation conditions can
be regenerated in a owing methanol/oxygen mixture, restoring
the promotional effect of Pd for methanol oxidation. The regen-
eration is monitored by the reactor studies with the conversion of
alcohols collected in the following sequence: (i) methanol oxida-
tion for 2 h, (ii) 1-propanol oxidation aer replacing methanol
with 1-propanol for 1 h, and (iii) methanol oxidation aer
replacing 1-propanol with methanol for 5 h at 423 K (Fig. 5a). The
conversion was 89% aer (i) methanol oxidation and dropped
immediately to 27% aer establishing (ii) 1-propanol oxidation,
consistent with the steady-state results (Fig. 1b). The decrease in
conversion is due to surface poisoning of propionate species,
which can be removed by re-establishing (iii) methanol oxidation
conditions. The conversion of methanol oxidation in step (iii)
gradually increased aer 5 h under reaction conditions and
reached the initial conversion as in step (i), suggesting a regener-
ation of the catalyst surface free of strongly bound propionate
species. The longer time scale for step (iii) (up to 5 h) suggests
a slow removal of the surface propionate species formed under 1-
propanol oxidation reaction, further conrming the strong
binding nature of carboxylate groups.

Following the same reaction sequence (i–iii) as in reactor
studies, the disappearance of the characteristic feature of propi-
onate observed in in situ FTIR spectra conrms the removal of
surface-bound species on Pd3Au97 RCT-SiO2 by re-establishing
methanol oxidation conditions (Fig. 5b–f). The characteristic
feature at 2888 cm−1 (n (C–H)) was used to monitor the replace-
ment of propionate in the (C–H) region (3100–2700 cm−1).75 Note
that it is not possible to use the n (C]O) region as it overlaps with
the n (C]O) of methyl formate and is rather weak in intensity
compared to the absorbance at the n (C–H) region. Propionate was
not observed during (i) methanol oxidation (Fig. 5b) but appeared
aer establishing (ii) 1-propanol oxidation (Fig. 5c), as expected
from the steady-state results (Fig. 1b). A strong correlation was
observed between the slow disappearance of the feature at
2888 cm−1 with time (Fig. 5c and d) aer re-establishing (iii)
methanol oxidation conditions and the gradually increase in
methanol oxidation conversion during time-on-stream in reactor
studies (Fig. 5a), conrming the removal of surface bound
propionate species regenerates the Pd3Au97 RCT-SiO2 catalyst.
Discussion
Disproportionation of hydroxyls: explaining the activity of Au
and Pd3Au97 RCT-SiO2

One explanation for the enhanced activity of Au and Pd3Au97
RCT-SiO2 towards oxidation of 1-propanol by co-feeding H2O
This journal is © The Royal Society of Chemistry 2024
could be the creation of additional adsorbed atomic oxygen, the
active site initiating the oxidative self-coupling mechanism over
Au,76 as a result of hydroxyl (OH) disproportionation over Au.
Previous studies of H2O reacting with oxygen-covered Au(111)
show that when OH groups form, they disproportionate rapidly
numerous times.60 This results in short-lived OH species on Au
surfaces that, although could theoretically participate in the
oxidative alcohol coupling mechanism mechanism,77 likely
form water and adsorbed atomic oxygen quickly.60,61 It is
reasonable to conclude that if more OH groups formed on the
predominantly Au nanoparticle of PdxAu1−x RCT-SiO2 catalysts,
disproportionation of Au–OHs would create atomic oxygen on
Au promoting activity for selective oxidation chemistry.

Based on the in situ FTIR studies over Pd3Au97 RCT-SiO2 and
the activity of the Au and Pd3Au97 RCT-SiO2 catalyst, the Au
nanoparticle-SiO2 support interface is proposed to be important
to the activity of the PdxAu1−x RCT-SiO2 catalysts for the
oxidation of high chain alcohols. The RCT-SiO2 support is rich
in hydroxyls between 298 K and 773 K (Fig. 1a). The presence of
OH groups on the support at the nanoparticle-support interface
can lead to the disproportionation of OH groups and form
atomically adsorbed oxygen. Because nanoparticle catalysts
prepared using the RCT approach are ∼85% embedded in the
support,56 the nanoparticle-support interface area of these
materials are signicant. Consequently, the PdxAu1−x RCT-SiO2

catalysts have an ample supply of Si–OH and signicant inter-
face area that could enable Si–OHs migration from the RCT-
SiO2 support to the predominantly Au nanoparticle possible.

The importance of H2O and the perimeter of the nano-
particle for the activity of Au/SiO2 catalysts for the oxidation of
CO has been reported.20 In that study it is suggested that reac-
tion between molecular O2 at the interface and water adsorbed
on SiO2 support results in atomic oxygen and 2 hydroxyls groups
at the interface; the hydroxyls then further disproportionate to
form another atomic oxygen at the perimeter and H2O is
reformed. Indeed, this constitutes another mechanism by
which O2 activation can occur at the Au nanoparticle-SiO2

support interface. Regardless of the mechanism by which
hydroxyls are supplied to the Au nanoparticles, there is strong
evidence for the formation of adsorbed atomic oxygen as
a result of the Au nanoparticle-SiO2 support interface, rendering
the Au RCT-SiO2 active for the oxidation of alcohols (Fig. 1b, 2a,
c, S5a and c†).
Carboxylates: the case for an infamous surface poison

The similar activity of Pd3Au97 RCT-SiO2 to Au RCT-SiO2 for the
oxidation of C2–C4 alcohols at 423 K (Fig. 2) strongly suggests
the availability of surface Pd atoms is hindered in a way that is
not the case for the oxidation of the C1 alcohol. The inverse
dependence of residual surface carbon on activity for oxidation
of alcohols (Fig. S10†) and the similarity of the peak tempera-
ture of the CO2 to carboxylate equivalents decomposing over Au
single-crystals (Table S7†) would indicate the residual surface
carbon, and potential surface poison, is a surface carboxylate.
Indeed, surface bound propionate species were detected on
Pd3Au97 RCT-SiO2 catalysts during 1-propanol oxidation
J. Mater. Chem. A, 2024, 12, 13778–13791 | 13787
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reaction based on the in situ FTIR studies (Fig. 4b). By
comparing the FTIR spectra collected under reaction conditions
to those aer purging in an inert environment (removal of gas
phase species), bands characteristic of propionates is the only
features that persisted on Pd3Au97 RCT-SiO2. This is unique to
the oxidation of 1-propanol over Pd3Au97 RCT-SiO2, no residual
peaks were detected in the region of interest for methanol
oxidation reaction or for alcohol oxidation over RCT-SiO2.

The regeneration experiments support the strongly bound
nature of propionate intermediate formed under 1-propanol
oxidation over Pd3Au97 RCT-SiO2 but also demonstrate reac-
tivation. The surface species can be gradually removed by re-
establishing the methanol/oxygen stream (up to 5 hours).
Once the catalyst surface is free of propionates, the methanol
oxidation activity of Pd3Au97 RCT-SiO2 can be restored to its
initial state, suggesting a promising reactivation process.
Similar surface poisoning by reaction intermediates or products
has been reported for the deactivation of catalysts in ow
reactor studies and electrocatalysis.78,79 Studies of oxidative
cross-coupling of methanol and acrolein over npAgAu catalysts
have shown that the formation of methyl acrylate blocks the
active sites and resulted in a decrease in acrolein conversion.78

In formic acid fuel cells, the Pd catalysts surface is poisoned by
methyl formate and acetic acid but can be regenerated by
reoxidizing the surface species electrochemically.79

The peak temperatures of the CO2 produced during the post-
catalysis TPO of ethanol, 1-propanol and 1-butanol over Pd3Au97
are remarkably similar to those reported for the carboxylate
equivalents decomposing over Au single-crystals, specically
under limited oxygen conditions (Table S7).† The lesser extent of
CO poisoning over Pd3Au97 RCT-SiO2 for the oxidation of 1-prop-
anol at 473 K (Fig. 3b) further proves surface Pd atoms are not as
available to activate molecular oxygen as they are under oxidative
methanol conditions; they are likely blocked by the residual
surface carbon at this temperature, which would result in an
oxygen-limited surface (Table S7†). Because reaction conditions
are O2-rich, it is expected that the residual surface carbonwould be
continually removed at 573 K, thus allowing for CO to bind to Pd at
the surface, decreasing the amount of O2 available at the surface,
which increases the yield of selective products (Fig. 3c and d).

Because previous studies have shown carboxylates to be an
intermediate in the combustion pathway over Au76 and are
similar to carbonates that are oen associated with the deacti-
vation of Au catalysts,20,80,81 we consider how the decomposition
of carboxylates over Au elucidates the formation of the alkene
products (i.e. ethylene and propylene) over Pd3Au97 RCT-SiO2.
Studies of acetate on Au(111) have shown the mechanism for
acetate decomposition involves a C–C bond scission under
limited O2 conditions producing mostly CO2 and methyl radi-
cals, the latter species being able to re-adsorb on the surface to
react further with other surface-bound intermediates.49

Temperature programmed reaction of isotopically labeled
ethanol on an oxygen covered PdAu single crystal showed irrev-
ocable evidence of C–C bond scission and methyl radical re-
adsorption enabling further reaction on the surface.82 Applying
the same decomposition mechanism (i.e. a C–C bond scission
between the a- and b-carbon, resulting in an alkyl radical) to
13788 | J. Mater. Chem. A, 2024, 12, 13778–13791
propanoate or butanoate it is clear that the alkyl radical con-
taining one carbon less than the parent alcohol could re-adsorb
on the surface and further react. Applying this further to the
Pd3Au97 RCT-SiO2 catalyst, the formation and adsorption of an
ethyl or propyl radical could precede the formation of ethylene
and propylene, respectively. Because the formation of the alkene
products was only observed over the Pd containing catalysts
(Fig. 2f and S5h†), this suggests that the carboxylates at or near
the Pd ensembles inhibit its availability to activate molecular
oxygen and promote activity over the catalyst.

The evidence herein suggests carboxylates block the Pd
active site, which is supported by the studies of ethanol dehy-
drogenation on model PdAu alloys, which recognize the rela-
tionship between Pd ensemble size and susceptibility to surface
poisoning to carbon contamination.83 The activity of model
PdAu alloys (formed by deposition of Pd on Au(111) followed by
high temperature annealing to alloy) for non-oxidative dehy-
drogenation of ethanol showed a volcano-like dependence of
activity on Pd concentration, where activity was lowest for 1 ML
Pd–Au(111), increased to a maximum for 2 ML Pd–Au(111) and
decreased slightly for 3 ML and 4 ML Pd–Au(111).83 A combi-
nation of experiments and DFT calculations of the barriers for
the initial dehydrogenation of ethanol (non-oxidatively) shows
as the Pd ensemble size increases the binding strength of all
intermediates, except ethanol and acetaldehyde, increases and
associates the build-up of surface carbons with Pd ensembles.83

The Pd3Au97 RCT-SiO2 showed no signicant conversion of
methanol or 1-propanol under non-oxidative conditions at 423
K and only minor conversion (<3%) at 573 K that was unrelated
to the Pd in the system since the activity of the Au RCT-SiO2 was
nearly identical (Table S6†). Thus, the residual surface carbon is
a result of further dehydrogenation of the alcohol.

The CO-poisoning experiment can be considered as a quali-
tative measure of available Pd ensembles because analogous
experiments over the Au RCT-SiO2 showed a small decrease in
conversion of alcohols at 473 K and no change at 573 K
(Fig. S11†). The poisoning effect of CO during oxidation of
methanol over Pd3Au97 RCT-SiO2 at 473 K suggests substantial
Pd is at the surface of the catalyst, even at this elevated
temperature. In previous work,41 the decrease in conversion of
the methanol was due to the strong binding of CO to Pd
ensembles that inhibited the molecular O2 activation needed to
propagate the selective oxidation cycle; it was implied that Pd
ensembles must have been free of surface bound intermediates
under reaction conditions prior to CO exposure. Extending this
reasoning to the co-fed CO during oxidation of 1-propanol over
Pd3Au97 RCT-SiO2, the presence of a strongly bound surface
intermediate (propionates) would reduce the availability of Pd
ensembles and consequently the CO poisoning effect. Although
the poisoning effect at 573 K was insignicant, the changes in
the yield of selective products suggest CO adsorbed substan-
tially on the surface, enough to change the product distribution,
especially in the case of 1-propanol. Based on the residual
carbon analysis (Table S7†), it is expected that at 573 K the
surface carbon would not build up on the catalyst surface, thus
greater availability of surface Pd. The decrease in ethylene yield
at this temperature when CO was co-fed also suggests that Pd
This journal is © The Royal Society of Chemistry 2024
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sites became freed of a strongly bound intermediate and the CO
can effectively bind to Pd.

Conclusion

In this work, the activity of Pd3Au97 RCT-SiO2 for the oxidation of
higher chain alcohols (C2–C4 linear alcohols) was similar to the
activity of pure Au RCT-SiO2 even though the Pd-containing
catalyst promotes the oxidation of methanol at 423 K. The simi-
larity originates from (1) the activity of the Au RCT-SiO2 that is
attributed to the activation of alcohols due to hydroxyl migration
from the hydroxyl-rich RCT-SiO2 support and (2) the accumula-
tion of a strongly bound species that reduces the availability of Pd
ensembles under reaction conditions for the oxidation of high
molecular weight aliphatic alcohols. Linearly-bound, propionate
species were identied as the surface poison formed via the over-
oxidation pathway during higher chain alcohol oxidation, based
on the close correlations between in situ FTIR characterization
and reactor studies. The selectivity for the oxidation of C1–C4
alcohols over Pd3Au97 RCT-SiO2 changed from the coupling
product to aldehydes when increasing alcohol chain length from
C1 to C2–C4, consistent with the selectivity predicted for other Au-
based catalysts. Furthermore, the surface poisoned by carboxylate
species can be regenerated by re-establishing methanol oxidation
conditions to replace higher molecular weight alcohols. This
study provides molecular-level evidence for the presence of
surface-bound carboxylate species on Pd active sites during
higher chain alcohol oxidation reactions and underscores the
challenge of developing a dilute alloy catalyst capable of cata-
lyzing the oxidation of a wide variety of alcohols.
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M. Bäumer, Science, 2010, 327, 319–322.

30 M. L. Personick, B. Zugic, M. M. Biener, J. Biener, R. J. Madix
and C. M. Friend, ACS Catal., 2015, 5, 4237–4241.

31 C. Reece, E. A. Redekop, S. Karakalos, C. M. Friend and
R. J. Madix, Nat. Catal., 2018, 1, 852–859.

32 C. Reece, M. Luneau and R. J. Madix, ACS Catal., 2019, 9,
4477–4487.

33 K. J. Stowers, R. J. Madix and C. M. Friend, J. Catal., 2013,
308, 131–141.

34 M. L. Personick, R. J. Madix and C. M. Friend, ACS Catal.,
2017, 7, 965–985.

35 C. Reece, M. Luneau, C. M. Friend and R. J. Madix, Angew.
Chem., 2020, 132, 10956–10959.

36 R. Wang, Z. Wu, C. Chen, Z. Qin, H. Zhu, G. Wang, H. Wang,
C. Wu, W. Dong, W. Fan and J. Wang, Chem. Commun., 2013,
49, 8250–8252.

37 G. T. Whiting, S. A. Kondrat, C. Hammond, N. Dimitratos,
Q. He, D. J. Morgan, N. F. Dummer, J. K. Bartley,
C. J. Kiely, S. H. Taylor and G. J. Hutchings, ACS Catal.,
2015, 5, 637–644.

38 N. Al-Rifai, P. J. Miedziak, M. Morad, M. Sankar, C. Waldron,
S. Cattaneo, E. Cao, S. Pattisson, D. Morgan, D. Bethell,
G. J. Hutchings and A. Gavriilidis, Ind. Eng. Chem. Res.,
2017, 56, 12984–12993.

39 T. A. G. Silva, C. P. Ferraz, R. V Gonçalves, E. Teixeira-Neto,
R. Wojcieszak and L. M. Rossi, ChemCatChem, 2019, 11,
4021–4027.

40 C. J. Wrasman, A. Boubnov, A. R. Riscoe, A. S. Hoffman,
S. R. Bare and M. Cargnello, J. Am. Chem. Soc., 2018, 140,
12930–12939.

41 A. Filie, T. Shirman, A. C. Foucher, E. A. Stach, M. Aizenberg,
J. Aizenberg, C. M. Friend and R. J. Madix, J. Catal., 2021,
404, 943–953.

42 M. Luneau, T. Shirman, A. Filie, J. Timoshenko, W. Chen,
A. Trimpalis, M. Flytzani-Stephanopoulos, E. Kaxiras,
A. I. Frenkel, J. Aizenberg, C. M. Friend and R. J. Madix,
Chem. Mater., 2019, 31, 5759–5768.

43 A. Filie, T. Shirman, M. Aizenberg, J. Aizenberg, C. M. Friend
and R. J. Madix, Catal. Sci. Technol., 2021, 11, 4072–4082.

44 T. Shirman, T. J. Toops, E. Shirman, A. V Shneidman, S. Liu,
K. Gurkin, J. Alvarenga, M. P. Lewandowski, M. Aizenberg
and J. Aizenberg, Catal. Today, 2021, 360, 241–251.

45 X. Liu, B. Xu, J. Haubrich, R. J. Madix and C. M. Friend, J. Am.
Chem. Soc., 2009, 131, 5757–5759.

46 J. L. Davis and M. A. Barteau, Surf. Sci., 1992, 268, 11–24.
47 J. L. Davis and M. A. Barteau, Surf. Sci., 1991, 256, 50–66.
48 T. Cremer, C. G. F. Siler, J. C. F. Rodŕıguez-Reyes,
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