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ZIF-8 based poly(vinylidene) difluoride (PVDF) nanocomposite
mixed matrix membranes (MMMs) were successfully prepared via
post-synthetic seeded growth of the ZIF-8. PVDF and 5s-MMMs,
before ZIF-8 crystallization, exhibit no diffusional selectivity
towards Li ions, with intrinsic hydrophobicity and ion conductivity
on the order of 1072 S cm™. On the other hand, crystallized
5c-MMMs with greater hydrophilicity, exhibit diffusional selectivity
favoring Li over Na and K ions, with ion conductivities on the order
of 1078 S cm™, owing to the densely interpenetrated morphology
of ZIF-8 in and on the membrane, controlling mass transport at
selective crystal facets.

Introduction

Lithium (Li) garners increasing significance as an essential
element. With expanding reliance on Li-ion battery materials
and the pursuit of next generation energy dense battery materi-
als, new methodologies to efficiently harness Li are impe-
rative.”” Leveraging controlled mass transport achieved with
ion-selective membranes, aqueous lithium deposits can be
targeted with greater energy efficiency.>* Enabling size-
sieving effects, observed in nano-porous materials, ion
exchange membranes, reverse osmosis membranes, and ion
rectifying membranes, have realized promising utility in selec-
tive ion transport.®> However, a faradaic reliance on ion
exchange processes can drive energy inefficient separations
and lead to chemical degradation, while osmotic processes
remain energy intensive, hindering their utility towards effi-
cient Li extraction.>®
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Zeolitic imidazolate frameworks (ZIFs) have exhibited
remarkable properties in controlling mass transport, realizing
highly efficient diffusion-induced molecular separations.””®

Among ZIFs, the ZIF-8, constructed from a sodalite cage with
11.6 A pores, establishes uniform pore apertures of 3.4 A,
coinciding with the hydrated diameters of alkali cations
(Fig. 1A).° This geometry facilitates the selective transport of
Li ions in aqueous environments via the subnanoporous siev-
ing effect."® A phenomenon that arises with characteristic net-
work interactions between MOF structures and the unique
hydration shells of respective alkali ions (Fig. 1B)."""* Unlike
MOFs with channelled-pore structures (e.g., UiO-66, MOF-5,
etc.), ZIF-8 exhibits a caged-pore structure, facilitating dynamic
ion dehydration responses with diffusion.”® Additionally, large

Jihye Park is an Assistant Professor
of Chemistry at the University of
Colorado Boulder, whose group
started in 2020. She received her
PhD in Chemistry from Texas A&M
University in 2016. Subsequently,
she conducted her postdoctoral
research in chemical engineering
at Stanford University as a
Dreyfus Environmental Chemistry
Postdoctoral Fellow. Her current
research interest revolves around
methodology  development  to
functionalize conjugated porous
framework materials. Her group leverages synthetic tunability to
manipulate the material’s physical (e.g., length-scale, morphology,
dimension) and electronic properties to understand charge transport/
transfer processes. The emergent optical and electrical properties are
used as chemical tools to understand their roles in targeted
applications, including electrochemical energy storage/conversion and
electronic/photonic devices.

Jihye Park

This journal is © The Royal Society of Chemistry 2024


https://orcid.org/0000-0001-9738-3543
https://orcid.org/0000-0002-8644-2103
http://crossmark.crossref.org/dialog/?doi=10.1039/d4tc01399a&domain=pdf&date_stamp=2024-08-27
https://doi.org/10.1039/d4tc01399a
https://doi.org/10.1039/d4tc01399a
https://rsc.li/materials-c
http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d4tc01399a
https://pubs.rsc.org/en/journals/journal/TC
https://pubs.rsc.org/en/journals/journal/TC?issueid=TC012035

Open Access Article. Published on 10 July 2024. Downloaded on 3/14/2026 10:22:12 AM.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

Communication

HI ”—/’_4‘4,— A
: 'ph 1y {©)
“{ vé."&f <4 (i)Dehydration
(
34A o«(i lRehydration
**l Q‘Sf st
?’Qf‘ﬁ 'k‘[ | Dehydration
,41,_4} z‘j‘:’( ' ?Rehydration
mol
Alkali lon Scale ZIF-8 Primary Structure ™

C Ouars

il

Degree of Crystallite Interpenetration

Selective ion transport path Intercrystal void

ZIF-8 Microstructure

Fig. 1 (A) Relative scale of ionic and hydrated alkali metal cations. (B) [110]
facet of the ZIF-8 and schematic of ion transport. (C) Strategies to mitigate
transport through intercrystal void by targeting continuous morphologies
of interpenetrated ZIF-8 crystallites.

pore diameter-aperture ratios allow for the rehydration of
partially dehydrated ions, and potentially extend the selective
sieving behavior across the structure with increased dehydra-
tion events (Fig. 1B, right).

Suppressing alternative, less resistive, transport pathways is
imperative to ensure effective control of mass transport
through subnanoporous apertures. Intrinsic limitations to pro-
cessing dry powders, including ZIF-8, drive random crystallite
orientations and aggregation of polycrystalline samples, giving
rise to nonselective void space at microporous intercrystallite
boundaries (Fig. 1C, gray) and leading to low Li ion selectivity.>
Therefore, it is crucial to consider the continuity of the micro-
structure. Common approaches to remove intercrystallite void
space involve incorporating the MOF crystallites as sieves in
polymer matrices, leveraging strong chemisorption and/or phy-
sisorption of MOFs to the polymer. However, the resulting
composites often substitute microporous intercrystallite void
space for larger void space arising from the polymer
morphology."

To overcome this issue, continuously interpenetrated ZIF-8
surfaces have been thoroughly investigated to enhance mass
transport control across diverse separations.'™'>™*° The mor-
phology reduces the void space between crystallites via the
intergrowth of terminal crystal facets, thus realizing signifi-
cantly greater framework density along crystallite-crystallite
boundaries (Fig. 1C, right). This approach would suppress
transport in mesoscale polymer cavities and polymer-
crystallite interfaces as well as the micro-scale intercrystallite
voids. As a result, ion transport occurs through the MOF crystal
facets facilitating the network aperture-derived selective ion
partial dehydration. Several methodologies have enabled inter-

grown morphologies of the ZIF-8 on supports. However,
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inorganic supports still reign dominant while few available
polymeric MOF-composites commonly rely on extensive surface
functionalization to produce an ultra-thin layer of MOFs."®2
Herein, we present a facile method for fabricating ZIF-8-
based mixed matrix membranes (MMMs) to realize Li ion
selective diffusion in aqueous conditions. We rationalized
poly(vinylidene) difluoride (PVDF) as a suitable substrate for
selective ion transport.>* By compositing PVDF, possessing
intrinsic hydrophobicity much greater than typical MOF com-
ponents, we attempt to thermodynamically drive aqueous
transport through MOF-based sieves. Additionally, we expect
PVDF’s mechanical flexibility and proven compatibility with
ZIF-8 to yield a robust MOF-based MMM.>*** We chose a nano-
scale ZIF-8 as a seed for even dispersion in the PVDF, endowing
greater uniformity of the interpenetrated crystal growth.>* The
resulting membrane exhibited transport selectivity favoring Li
over two other competing alkali cations; sodium (Na') and
potassium (K') ions in an aqueous solution. Specifically, inter-
grown ZIF-8 in the MMM facilitates ion transport pathways
through the aperture of the ZIF-8 network and increased the
relative composite hydrophilicity, leading to substantial
enhancements in both Li ion selectivity and conductivity.

Results and discussion
Fabrication and crystallization of MMMs

We synthesized the nanocrystalline ZIF-8 seeds according to an
established solvothermal procedure with minimal modification
(synthetic details are provided in the ESIt).>> We characterized
the nanocrystalline ZIF-8 with powder X-ray diffractions
(PXRD), N, sorption isotherms, Fourier transform infrared
spectroscopy (FTIR), and scanning electron microscopy (SEM),
confirming highly crystalline rhombic dodecahedral ZIF-8 crys-
tallites, of less than 100 nm in size (Fig. S1, ESI{).

The ZIF-8 composite MMM, targeted to be 5 wt% ZIF-8, was
then fabricated by compositing the nanocrystalline ZIF-8 with
PVDF in N,N-dimethylformamide (DMF) and acetone (v/v=1:5)
at 85 °C, followed by blade coating onto a stencilled glass slide
substrate wherein thermally induced phase inversion occurred
concurrently with solvent evaporation (Fig. S2A, ESIF).>**” The
ZIF-8 seeded nanocomposite membrane is denoted as 5s-
MMM. To grow interpenetrated ZIF-8 in the membrane, the
55-MMM was exposed to a sodium formate modulated ZIF-8
crystallization, resulting in the crystallized, 5c-MMM (Fig. S2B,
ESIt)." The crystallization was allowed for 16 hours, followed
by extensive washing with methanol-water solution (Fig. 2A).

We confirmed the composition and structure of the ZIF-8
within the composite by PXRD, proton nuclear magnetic reso-
nance spectroscopy (‘H NMR), and FTIR. As shown in Fig. 2B,
ZIF-8’s diffraction pattern was evident in both 5s-MMM and 5c-
MMM, with the 5¢c-MMM exhibiting a notable increase in
intensity, indicating a higher ZIF-8 content in the composite.
These results proved the compatibility between ZIF-8 and PVDF
and their stability throughout the composite fabrication
process.
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Fig. 2
*H NMR digestion experiment.

To support this, we quantitatively probe the relative compo-
sition of PVDF and ZIF-8 by 'H NMR digestion analysis.
Comparison of the proton integration of PVDF and of
2-methylimidazole from the NMR spectra allowed for a quanti-
tative estimation of the total composition (Fig. S3, S4 and Table
S1, ESIt). The 5s-MMM yielded an expected ZIF-8 composition,
~7 wt%, while the post-synthetic crystallization process dras-
tically altered the membrane composition, increasing the ZIF-8
composition by 6-fold (Fig. 2C). A dominant PVDF vibration at
1232 cm ™, characteristic of the y-phase, is observed in FTIR of
PVDF and the 5s-MMM, reasonable given their low temperature
processing (Fig. 2D, highlighted in gray).”® In addition, the
FTIR spectrum of the 5c-MMM largely resembles the character-
istic absorptions of the pristine ZIF-8, corroborating the ZIF-8
dominant composition. Interestingly, IR absorptions corres-
ponding to PVDF are largely perturbed by the post-synthetic
crystallization, significantly reducing in intensity and width,
further supporting the structural rigidity of the 5c-MMM
(Fig. 2D).

MMM microstructural evolution

We further characterized the morphology and distribution of
ZIF-8 in MMMs via SEM. The PVDF membrane exhibited a
characteristic dense surface layer with a mesoporous spheru-
litic morphology (Fig. 3A). Following ZIF-8 seeding, the 5s-
MMM showed a similar morphology with much-increased
porosity compared to the pristine PVDF (Fig. 3B). This is
attributed to the ZIF-8 seeds disturbing both intermolecular
PVDF-PVDF chain interactions and PVDF solvation properties
during the phase inversion process.>>*° Leveraging high reso-
lution field emission SEM (FE-SEM), the ZIF-8 particles were
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(A) Membrane design strategy. (B) PXRD, (C) estimated composition, and (D) FTIR of PVDF, 5s-MMM, and 5¢c-MMM. Composition is determined by

observed to coat the surfaces of the PVDF webbing in crystal
sizes of ~100 nm. Interestingly, the post-synthetic crystal-
lization process rigidified the matrix, removing the void space
and destroying the mesoporosity persistent in the PVDF and 5s-
MMM. The resulting 5c-MMM adopts a dense and continuous
morphology in the bulk membrane (Fig. 3C).

Next, we confirmed compositional distribution and the
extent of crystallization within the MMM through cross-

Fig. 3 Surface SEM image of (A) PVDF, (B) 5s-MMM, and (C) 5c-MMM.
Inset in (B): FE-SEM detailing nanocrystalline ZIF-8. Cross-sectional SEM
image of (D) 5s-MMM and (E) 5c-MMM with high resolution F and Zn
mapping, respectively.

This journal is © The Royal Society of Chemistry 2024
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sectional energy dispersive X-ray (EDX) mapping. Fluorine (F)
mapping was carried out to provide both compositional and
topological contrast between ZIF-8 and the surrounding PVDF
in the MMM s (Fig. 3D and E). In the 5s-MMM, we observed an
even distribution of zinc (Zn) throughout the membrane,
implying effective seeding of the PVDF nanocomposite with
nanocrystalline ZIF-8 (Fig. 3D). After post-synthetic crystal
growth, the Zn density increased homogeneously, indicating
successful crystallization occurs deep within the composite
matrix, plugging macroscopic void space in the MMM with
densely interpenetrated ZIF-8 crystallites (Fig. 3E).

Evaluation of selective ion transport

The interactions between water and the MMMs are crucial due
to the aqueous nature of ionic separations. Therefore, the
hydrophilicity of the MMMs could drastically affect the current
density of respective aqueous ionic concentration currents. To
better understand the relative surface hydrophilicity of each
MMM, we observed the surface contact angles with deionized
(DI) water. We observed that the ZIF-8 seeds in the 5s-MMM
minimally perturb the surface properties from the neat PVDF
surface, decreasing 2° despite a rougher spherulitic surface
morphology (Fig. 4A). On the other hand, the 5c-MMM exhib-
ited a dramatic increase in surface hydrophilicity, with a
much-reduced contact angle from PVDF and 5s-MMM, over
40°, suggesting significantly stronger surface interactions
with water.

We performed water uptake experiments in the liquid state
to corroborate the increased surface hydrophilicity of the 5c-
MMM with that of the respective internal surface area (see ESIT
for details). We calculated the mass difference between a dry
state, achieved with high vacuum drying for 2 hours, and a
hydrated state, after submerging the MMMs in deionized water
for 48 hours at room temperature.

Given the intrinsic hydrophobicity of PVDF, a negligible
mass change of 0.8% =+ 0.4% was found unsurprisingly (Table
S2, ESIt). The 5s-MMM yielded a slightly greater water uptake,
6% + 1.6%, potentially realized with the increased hydrophili-
city and porosity from the webbed composite morphology, as
expected from the presence of ZIF-8 (Table S3, ESIf).>° The
5¢-MMM exhibited a notable mass increase of 29% + 3.2%
after submersion in water (Table S4, ESIt), highlighting the
enhancement of the composite hydrophilicity with the crystal-
lization of ZIF-8 on the membrane.

Encouraged by these results, we investigated the ion trans-
port properties of the membranes in an electrochemical H-cell
(Fig. 4B and Fig. S5, ESIt). The ion transport was determined by
constructing a unary ion concentration gradient of 0.1 M across
the MMM sample (Fig. 4B), wherein the gradient induced ion
diffusion was allowed to occur for a given period between 1 to
12 hours. We conducted linear sweep voltammetry (LSV) to
observe the mass transport limited conductance of the cell,
using an Ohmic extrapolation of the time dependent linear
current-voltage curve. The ion conductance was then normal-
ized to the geometry and thickness of the MMM sample to
extrapolate the respective ion conductivity. We referenced the
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Fig. 4 (A) Water contact angle measurements of PVDF, 5s-MMM and 5c-

MMM surfaces. (B) Schematic of H-cell for measuring ion conductivity. (C)
The current—voltage curve of PVDF, 5s-MMM, and 5c-MMM measured in
an H-cell with 0.1 M Li ion concentration gradient across the MMM. (D) lon
conductivity extrapolated from LSV measurements and normalized to
aqueous ion mobility.

ion conductivities of LiCl, NaCl, and KCl electrolytes in the
absence of MMM for calibration (Fig. S6, see ESIt for details).

LSV measurements of both PVDF and 5s-MMMs recorded
minimal current response, with Li ion conductivities on the
order of 107" S em ™" and 10~ '* S cm ™! respectively, retaining
negligible transport selectivity (Fig. 4C and Fig. S7, S8, ESIf).
The 5c-MMM, however, exhibited a significant enhancement to
the measured ionic conductivity, improving nearly four orders
of magnitude from the 5s-MMM (~10"% S em™") (Fig. 4D and
Fig. S9, S10, ESIf). This enhancement further supports our
hypothesis, where the observed crystalline evolution increases
the surface hydrophilicity to favour ion conduction. In addition
to the improved conductivity, a selective transport sequence of
alkali ion transport, Li" > Na' > K' indeed arose in the 5c-
MMM (Fig. 4D). These results indicate enhanced mass trans-
port control at ZIF-8 crystal facets, potentially due to the
subnanoporous sieving effect. This effect is promoted by den-
sely continuous ion transport pathways formed through the
ZIF-8’s interpenetrated morphology, leading to preferential
partial dehydration of larger Li ions compared to other alkali
ions. (Fig. 1B). To further probe the significance of ZIF-8’s
interpenetrated microstructures on selective Li ion transport,
we prepared 5c-MMM samples with a crystallization truncated
from 16 hours to 4 hours. The resulting MMMs, further denoted
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as 5c¢-MMM-4h, exhibited discontinuous crystal growth of
much smaller crystallites (~1-5 pm), with only few larger crystal-
lites produced on the surface of the sample (Fig. S12A, ESI}).
Contact angles were recorded highlighting the lack of surface
hydrophilicity with a truncated reaction time (Fig. S12B, ESIT).
Similar to the 5c-MMM with a full-scale crystallization, the
5¢-MMM-4h exhibits an increase in ion conductivity, however, only
2-fold from the 5s-MMM nanocomposite (Fig. S10 and S12C, ESIY).
The presence of the ZIF-8 helps to passivate hydrophobic PVDF
domains thereby bolstering the ion conductivity, the 5c-MMM-4h is
indiscriminate towards Li, Na, and K ions. Despite the improve-
ment in ion mobility, the negligible transport selectivity towards
the Li ion implies the necessitation of well-intergrown microstruc-
tures of the ZIF-8 to enable enthalpic discrimination of Na and K
ions over Li ions, as a competitive mode of mass transport via ion
partial dehydration.

Furthermore, we monitored time-dependent open circuit
voltage (OCV) decay measurements of the 5¢c-MMM. Equili-
bration of the concentration gradient via ion diffusion through
the MMM destroyed the H-cell’s open circuit potential (Eqc),
which was monitored over 12 hours by OCV measurement.
5¢-MMM exhibited a sharper open circuit voltage decay in 0.1 M
LiCl over 12 hours compared to NaCl and KCI electrolytes of
equivalent concentration (Fig. S11, ESIY), further corroborating
the unary Li ion-selective transport observed from LSV mea-
surements. Finally, to confirm the feasibility of ZIF-8 based
MMMs in aqueous environment, we performed stability tests by
submerging the 5c-MMM in MilliQ water for 1 week. Powder
x-ray diffraction patterns confirm the presence of the ZIF-8 with
unperturbed crystallinity from its initial state (Fig. S13, ESIT).

Conclusions

This work demonstrates the seeded growth of interpenetrated
ZIF-8 on a PVDF membrane for mass transport control of alkali
ions. Leveraging the ZIF-8 as an effective nanoscopic seed
yielded a simple process to effectively control the growth of
microstructure and generate uniform nanocomposite mem-
branes. The crystallization of the 5s-MMM transformed the
composite properties from PVDF-dominant to ZIF-8-dominant,
resulting in a greater hydrophilicity for aqueous transport and a
4-order enhancement to the Li ion conductivity from 5s-MMM.
In addition, a dense interpenetrated morphology of the ZIF-8
facilitated ion transport through the apertures of the MOF
network, exhibiting Li" selective transport over Na“ and K',
not present in the 5s-MMM or PVDF membrane. We expect to
open new possibilities to fabricate diverse compositions and
microstructures of MOF-incorporated composites for advanced
membrane applications, including water purification, battery
applications, and flexible electronics.
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