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All-fluorescence white organic light-emitting diodes (WOLEDs) based on thermally activated delayed
fluorescence (TADF) have great potential for large-area light sources. However, designing all-
fluorescence WOLEDs that can simultaneously achieve high efficiency, low efficiency roll-off, and
excellent color stability with simplified device architectures is still challenging. Herein, we report a
simplified three-color all-fluorescence WOLED comprising a matrix-free TADF blue emitting layer (EML)
and sensitized EMLs. By broadening exciton distribution and reducing exciton losses through multiple
sensitizing processes using an advanced triple-EML configuration, we simultaneously improve the color
stability and reduce the efficiency roll-off of DMAC-DPS-based all-fluorescence WOLEDs. Moreover, by
introducing a blue emitter Cz-TRZ3 to enhance the charge balance, the all-fluorescence WOLED
reaches a maximum external quantum efficiency (EQE) of 24.3% and maintains 22.4% and 19.6% at 100
and 1000
electroluminescence spectra with a negligible chromaticity coordinate shift of (0.001, 0.004) in a wide
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luminance range of 1000-10000 cd m™2. Our results provide a universal strategy to achieve all-
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Introduction

White organic light emitting diodes (WOLEDSs) are emerging as
the kernel for the next-generation lighting sources due to the
excellent advantages of high internal quantum efficiencies, low
driving voltages, and scalable fabrication processes." According
to spin statistics, there are mainly two material systems that
have been developed to realize 100% internal quantum effi-
ciency, ie., phosphorescent® and thermally activated delayed
fluorescence (TADF) emitters.”> However, the former one is
restricted by the low stability of the blue phosphorescent
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fluorescence WOLEDs with low efficiency roll-off and superior color stability.

emitters, unclear toxicities of rare-metal materials, and the
high cost in mass production.*”® All-fluorescence WOLEDs
based on TADF materials are therefore proposed to overcome
these challenges. With a small energy gap (AEsy) between the
lowest excited singlet state (S;) and lowest excited triplet state
(T,) in TADF materials, they can harness 100% electrogenerated
excitons using an efficient reverse intersystem crossing (RISC)
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process.” Moreover, hyperfluorescent (HF) OLEDs that use
TADF materials as sensitizers for conventional fluorescent
(CF) emitters through long-range Forster resonance energy
transfer (FRET) processes also realize maximum EQEs beyond
20%, which greatly enriches emitter diversity and provides new
opportunities for realizing stable and high color quality all-
fluorescence OLEDs.* *°

For highly efficient HF all-fluorescence WOLEDs, a high
utilization efficiency of electrogenerated excitons is a prerequisite.
Adachi et al. reported pioneering work on HF all-fluorescence
WOLEDs that adopted an efficient blue TADF molecule (DMAC-
DPS) to sensitize CF green and red emitters, reaching an EQE of
12.1%." However, it still causes inevitable exciton losses because
of the complicated and long exciton transfer channels. In 2016,
Su et al. reported an all-fluorescence WOLED with a high CRI of
95 using a chromaticity adjustable yellow TADF emitter to sensi-
tize a deep red emitter DBP, reaching a maximum EQE of
15.6%."* Very recently, by reducing triplet exciton diffusion with
a blue TADF emitter containing a large steric hindrance and
accurately controlling the doping concentration of CF emitters,
HF all-fluorescence WOLEDs also realized nearly 100% exciton
utilization efficiency."®'* All these results indicate that 100%
electrogenerated exciton harvesting for HF all-fluorescence
WOLEDs is achievable, providing a cost-effective approach for
efficient WOLEDs. Though impressive device efficiencies were
reached, due to the limited upconverting rate from triplet to
singlet, the long-lived triplet exciton leads to severe bimolecular
reactions such as triplet-triplet and singlet-triplet annihilation
and therefore induce large efficiency roll-off.”*>"®

To reduce the efficiency roll-off of all-fluorescence WOLEDs,
extending the recombination zone to dilute the exciton density
is considered an effective approach.’” Various host materials
such as single bipolar materials, co-host systems, CT-type
materials, and TADF materials were introduced to broaden
the recombination zone."®'® Specifically, the matrix-free hyper-
fluorescent device was proposed, where bipolar blue emitting
TADF materials can not only emit blue light themselves but also
sensitize long wavelength CF or multi-resonant TADF emitters
through efficient FRET.>*">> Moreover, the driving voltage of
the matrix-free device can also be reduced by eliminating the
energy offset between host and guest molecules. At the same
time, the device structure is greatly simplified, which is favor-
able for eventual OLED manufacture.>® These properties estab-
lish a new paradigm for developing efficient all-fluorescence
OLEDs. Lee et al. developed a deep blue TADF emitter CzAcSF
as the host materials for blue and yellow fluorescent emitters,
reaching 14.0% EQE of HF all-fluorescence WOLEDs.**
Recently, Liu et al. extended this concept by introducing a
steric molecule with high photoluminescence quantum yield
(PLQY) and balanced ambipolar charge transport ability in neat
solid film, reaching simplified warm WOLEDs with an EQE over
30% and a luminous efficacy over 130 Im W™ '.>* Nevertheless,
these devices still suffer from notorious color shift under
different luminance levels, primarily stemming from the chan-
geful exciton allocation and various exciton quenching effects
with increasing driving voltages.>®*” Especially in display
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applications, color shifts can lead to obvious visual alterations,
as our human eyes are sensitive to color stability. In general, the
color shift of CIE (Commission Internationale de I'Eclairage)
coordinates for both the x- and the y-value should be less than
0.005-0.01 in practical application.”®*® Consequently, rational
design strategies for simultaneously realizing simplified device
architectures, high exciton utilization efficiency, low efficiency
roll-off, and superior color stability are highly desired.

Here, we systematically exploit simplified white OLEDs with
matrix-free blue EMLs. By carefully allocating exciton distribu-
tion and transfer routes in the multi-EMLSs, we design a white
OLED with low efficiency roll-off and stable electroluminescence
(EL) spectra, realizing a maximum EQE of 20.2% and a CRI of 83
and a CIE coordinate of (0.329, 0.389). Furthermore, we improve
the charge balance of neat blue EML using a TADF emitter Cz-
TRZ3, the efficiency roll-off of the all-fluorescence WOLEDs is
further reduced, reaching a maximum EQE of 24.3% and keep-
ing 19.6% at the practical luminance 1000 cd m ™2, Moreover, the
devices provide extremely stable EL spectra with a CRI of 83 in a
wide luminance range of 1000-10 000 cd m 2.

Results and discussion
Monochrome fluorescent OLEDS

To determine the performance of monochrome OLEDs with
matrix-free blue emitting layers, a device architecture of ITO/
HAT-CN (5 nm)/TAPC (40 nm)/TCTA (10 nm)/mCBP (5 nm)/
EML (25 nm)/PPF (10 nm)/PBPPhen (40 nm)/Liq (2 nm)/Al
(150 nm) was adopted. Here, HAT-CN and Liq were used as
the hole injection layer and electron injection layer, respec-
tively. The organic materials TAPC and PBPPhen with high
mobility are adopted as the hole transport layer and electron
transport layer, respectively. To confine excitons in EMLs,
mCBP and PPF with high triplet energies were utilized as
exciton blocking layers. DMAC-DPS (device 1), DMAC-DPS:10 wt%
tBuCzDBA (device 2) and DMAC-DPS:10 wt% tBuCzDBA:1 wt%
DBP (device 3) were used as blue, yellow, and red emitting layers,
respectively. The energy level diagram of the devices is displayed
in Fig. 1a. As the bipolar matrix-free DMAC-DPS was directly used
as the recombination layer, the blue OLED (devicel) realizes a
small driving voltage (3.5 V for 100 cd m™2, Table $1, ESIt) with a
maximum EQE of 14.0% and an EL spectrum peaked at 478 nm,
which is comparable to the reported values.”>** A doped device
was also fabricated for comparison. As shown in Fig. S1 (ESIY),
the matrix-free blue OLED shows a lower driving voltage than the
doped device, which can be beneficial for improving the lumi-
nous efficacy of WOLEDs. For the yellow OLED (device 2),
10 wt% tBuCzDBA was doped in DMAC-DPS. As shown in
Fig. 1a, tBuCzDBA has the same HOMO level as DMAC-DPS
(HOMO = 5.9 eV),” whereas a much deeper LUMO than that of
DMAC-DPS.*° The 0.6 eV LUMO energy offset means electrons
can be easily captured by tBuCzDBA, leading to a trap-assisted
recombination process for yellow OLEDs.*'”* Therefore, the
yellow OLED exhibits a larger driving voltage than that of blue
OLEDs as the charge trapping on the emitters decreases carrier

This journal is © The Royal Society of Chemistry 2024


https://doi.org/10.1039/d4tc01413h

Published on 26 July 2024. Downloaded on 11/18/2025 7:04:29 PM.

View Article Online

Journal of Materials Chemistry C Paper
a o0
2.0 i j Q
24 2.4 S 27 O ) A O
/ s e 3.0 O O
o © ©
5 < 35 35 =43 DMAC-DPS
1TO 5 % 2 & Lig/Al
= - 5 2 £ SPEaTNEe
-9}
_54 Z 55 = A NQE B@N
=57 ® ) @ Q)
eh 59 ® A 59
— o @ tBuCzDBA
-6.0 -6.4
z -6.7
= HTL | EML I ETL
-
9.0
- DBP

(o2
(2]

Q

Voltage (V)

30 1.2
& Or— Device 1 Blue § > —o— Device 1 Blue
E 351 Device 2 Yellow q110° _ 2 1ol Device 2 Yellow
< ——Device 3Red | 3 hllE & —o— Device 3 Red |
E {10 8 ~ %* 08| 8 —o—Device 4Red Il
z ¢ g z
2 s = Z 06
5 : § = =i |
< 100 8 O 4t . T
T £ R —o—Device 1 Blue = 04}
3 - Device 2 Yellow g
5 j10t = —o— Device 3Red | 5 02}
o —o— Device 4 Red Il - I i %3339,
. s L L L 10° 0.1 L L " 0.0 kacoo008R0 8000000000900 | %000
2 3 4 5 3 7 3 100 10! 102 10° 104 400 450 500 550 600 650 700 750

Luminance(cd m%)

Wavelength (nm)

Fig.1 (a) Energy diagram and molecular structures of emitters adopted in monochrome blue/yellow/red OLEDs. (b) Current density—voltage—
luminance (J-V-L) curves of monochrome OLEDs. (c) EQE-luminance characteristics of monochrome blue/yellow/red OLEDs. (d) EL spectra of

monochrome blue/yellow/red OLEDs at 100 cd m~2.

mobility in the EMLs (Fig. 1b).** A maximum EQE of 22.8% and
low efficiency roll-off are reached in the yellow OLED as tBuCzDBA
has a small AEsr of 22 meV and a short delayed fluorescence
lifetime of 2.1 ps and a preferred orientation factor of 0.83.%° At the
luminance of 100 cd m~> and 1000 cd m ™2, the efficiency remains
20.7% and 18.7%, according to an efficiency roll-off of 9.6% and
18.0%, respectively. As depicted in Fig. 1d, the yellow OLED shows
an EL emission peak at 575 nm and a full width at half maximum
(FWHM) of 110 nm, reaching a CIE coordinate of (0.482, 0.506). To
realize deep red emission, a fluorescent emitter DBP with a singlet
energy of 2.07 eV was adopted. As there is a large overlap between
{BuCzDBA emission and DBP absorption (Fig. S2, ESIT), the FRET
is suggested to be efficient, and the FRET radius is calculated to be
8.3 nm. Assuming 1 nm molecule size for all the organic materials,
the average distance is calculated to be 5.8 nm for the red emitters
DBP with a doping concentration of 0.5 wt%.>** This ensures the
singlet excitons on ¢tBuCzDBA can be efficiently harvested by the
red emitter DBP. As shown in Fig. 1c, the red OLED (device 3)
shows an EL spectrum peaked at 605 nm with a small fraction
emission from yellow emitter tBuCzDBA, reaching a CIE coordinate
of (0.625, 0.368). The red OLED exhibits a maximum EQE of 16.2%,
which is comparable to the best reported values.*® To elucidate the
exciton transfer process between blue, yellow, and red emitters, we
also fabricated device 4 with an EML of DMAC-DPS:1 wt%
tBuCzDBA:1 wt% DBP. The maximum EQE of device 4 is 7.0%,

This journal is © The Royal Society of Chemistry 2024

which is much lower compared to device 3, indicating severe
exciton quenching by the red emitter DBP. It was reported that
the symmetrically bar-shaped structure of DMAC-DPS facilities
intermolecular interactions and promotes the triplet exciton diffu-
sion length.”® In the EML with a low doping concentration of
tBuCzDBA, the triplet excitons generated on DMAC-DPS cannot be
efficiently transferred to the yellow emitter (BuCzDBA, and there-
fore quenching by DBP through Dexter energy transfer from
DMAC-DPS to DBP or emitting as a blue emission. Also, as the
spatial distance is extended between yellow and red emitters, device
4 shows much stronger yellow emission than that of device 3
because the FRET rate of singlet excitons decreases exponentially as
the distance increases (Fig. 1d).

All-fluorescence white OLEDs

Inspired by efficient monochrome OLEDs, we designed the
white OLEDs with the same device structure except for the
EMLs. To reach complementary two-color WOLEDs, a single-
EML of DMAC-DPS: tBuCzDBA (0.5 wt%, 25 nm) (device W1)
was adopted. As shown in Fig. 2a, device W1 reaches a compar-
able low driving voltage (3.2 V for 100 cd m ?) as the mono-
chrome blue device. This means at a low doping concentration,
the trapping-assisted recombination by yellow emitter
tBuCzDBA is greatly suppressed. A maximum EQE of 21.0% is
realized by W1. By introducing the yellow emitter, the efficiency

J. Mater. Chem. C, 2024, 12,15519-15526 | 15521
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roll-off is remarkably improved. The device keeps 91% and 74%
of the maximum efficiency at 100 cd m 2 and 1000 cd m 2,
respectively (as concluded in Table 1). Combining the low
driving voltages and high EQE, device W1 reaches a maximum
luminous efficacy of 72.5 Im W', However, because of the lack
of emission in the red range, device W1 only reaches a CRI of 54
with a CIE of (0.340, 0.499) at 1000 cd m >, which is not
sufficient for indoor illumination.?”-*

To improve the color quality, a deep red CF emitter DBP with
high PLQY was introduced to improve the CRI. We designed
white OLEDs with double- and triple-EMLs. DMAC-DPS:
{BuCzDBA:DBP (10 wt%, 0.5 wt%, 15 nm)/DMAC-DPS (10 nm)
(device W2) and DMAC-DPS: tBuCzDBA:DBP (10 wt%, 0.5 wt%,
13 nm)/DMAC-DPS: tBuCzDBA (10 wt%, 2 nm)/DMAC-DPS
(10 nm) (device W3) were adopted as the EMLSs. The molecular
structures of all the adopted materials and the device architec-
ture for WOLEDs are depicted in Fig. S3 (ESIt). Both device
W2 and W3 realize high color quality, with a CRI of 84 and 83,
and CIE coordinates of (0.350, 0.394) and (0.329, 0.389) at
1000 cd m >, respectively. Interestingly, device W3 reaches
obviously better color stability and lower efficiency roll-off than
those of device W2 in the practical luminance range of 1000-
3000 cd m 2. Device W2 and W3 reach a comparable maximum
EQE (21.8% and 20.2% for W2 and W3, respectively) (Fig. 2b).
As depicted in Fig. 2e and Fig. S4 (ESIt), the photon contribu-
tion from blue, yellow, and red emission for W3 are 44%,
21% and 35%, respectively. However, device W3 reaches better
performance than the efficiency of 16.6% according to the
monochronic photon contribution. This suggests the exciton
unitization efficiency is effectively improved in all fluorescence
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WOLEDs. At the luminance of 1000 cd m ™2, the EQE remains at
11.4% and 16.6% for device W2 and W3, respectively, according
to an efficiency roll-off of 48% and 18%. We attributed the
improved color stability and reduced efficiency roll-off of device
3 to a stabilized exciton generation zone and efficient transfer
processes. As shown in Fig. 3, the pure DMAC-DPS film and
DMAC-DPS:10 wt% tBuCzDBA show typical TADF characters,
reaching a delayed lifetime of 3.1 ps and 3.9 ps, respectively
(Fig. 3b). With a small (0.5 wt%) doping concentration of DBP,
the delayed lifetime of ¢BuCzDBA (550 nm) dramatically
reduced to 101 ns. Also, the CF emitter DBP (610 nm) demon-
strates a delayed component. This indicates efficient FRET
from ¢tBuCzDBA to DBP. Based on transient PL results, we
propose the exciton generation and transfer processes as shown
Fig. 3c. In device W1, the exciton for tBuCzDBA emission
mainly transfers from DMAC-DPS at a low doping concen-
tration of tBuCzDBA. In devices W2 and W3, the radiative
singlet excitons on red emitters DBP are mainly from two
routes: one is from tBuCzDBA (trap-assisted generated excitons)
to DBP and the other one is from DMAC-DPS to tBuCzDBA to
DBP. At low luminance, all excitons can be completely utilized
as devices W2 and W3 achieve a comparable maximum EQE. At
high luminance, the exciton density on blue EMLs which is
adjusted to the yellow/red EMLs is increased. With the long
triplet diffusion length of DMAC-DPS,"® the triplet excitons on
DMAC-DPS are inevitably transferred to the red emitters DBP
through Dexter energy transfer, leading to triplet exciton
quenching on DBP. This is consistent with the low efficiency
of monochrome device 4. In contrast, in the triple-EML device
W3, the blue emitter and red emitter are spaced by a yellow
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(a) Current density—voltage—luminance curves of device W1, W2 and W3; (b) EQE—luminance characteristics of W1, W2 and W3; (c—e) EL spectra

of W1, W2 and W3 under different luminance. The insert figure in (e) is the device W3 under 1000 cd m~2.
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Table 1 Performance of white OLEDs
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Device v (V) EQE” [%)] CE’ [cd A™"] LE” [lm W] CIE* CRI° Roll-off? (%)
w1 2.6 21.0/19.1/15.5 62.4/59.5/46.1 72.5/58.4/36.2 (0.340, 0.499) 54 47
w2 2.6 21.8/19.0/11.4 52.5/43.9/25.6 58.9/40.5/18.3 (0.350, 0.394) 84 71
W3 2.7 20.2/20.1/16.6 51.2/50.2/39.2 52.9/45.1/28.0 (0.329, 0.389) 83 46
w4 3.1 24.3/22.4/19.6 60.8/56.1/49.2 63.7/47.6/33.6 (0.420, 0.469) 83 25
@ At a luminance of 1 cd m™2. ? Efficiencies of the maximum, at 100 cd m 2 and at 1000 cd m 2. ¢ At a luminance of 1000 cd m~2. ¢ At a luminance
of 3000 ¢cd m™>.
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Fig. 3 (a) PL spectra of films DMAC-DPS (50 nm), DMAC-DPS:10 wt% tBuCzDBA (50 nm) and DMAC-DPS:10 wt% tBuCzDBA:0.5 wt% DBP (50 nm); (b)

transient PL measurements of DMAC-DPS (50 nm), DMAC-DPS:10 wt% tBuCzDBA (50 nm) and DMAC-DPS:10 wt% tBuCzDBA:0.5 wt% DBP (50 nm); (c)
the exciton generation and transfer channels for the proposed WOLEDs: single-EML WOLEDs with emitting layer as DMAC-DPS: tBuCzDBA (0.5 wt%,
25 nm) (device W1); double-EML WOLEDs with emitting layer as DMAC-DPS: tBuCzDBA:DBP (10 wt%, 0.5 wt%, 15 nm)/DMAC-DPS (10 hm) (device W2);
triple-EML WOLEDs with emitting layer as DMAC-DPS: tBuCzDBA:DBP (10 wt%, 0.5 wt%, 13 nm)/DMAC-DPS: tBuCzDBA (10 wt%, 2 nm)/DMAC-DPS

(10 nm) (device W3).

EML. The accumulated triplet excitons on DMAC-DPS emitters
will not be directly transferred to DBP but will still be from
DMAC-DPS to tBuCzDBA and then to DBP. Therefore, the triplet
exciton quenching route from blue emitter DMAC-DPS to red
emitter DBP is blocked. On the other hand, as mentioned
above, the {BuCzDBA emission is greatly overlapped with the
absorption spectra of DBP, leading to a large FRET radius
(8.3 nm) between yellow emitter tBuCzDBA and red emitter
DBP. Combining the thick yellow/red (13 nm) EML and the
large FRET radius, the number of red emitters is adequate to
reach a stable FRET process even under high luminance. All
these reasons endow low efficiency roll-off and superior color
stability for device W3 with triple-EMLs.

To further decrease color shift and efficiency roll-off, we
adopted a rigid molecule 9-(4-(4,6-diphenyl-1,3,5-triazin-2-yl)-2-
methylphenyl)-3,6-dimethyl-9H-carbazole (Cz-TRZ3) with a high
PLQY of 92% and a small AEgy of 0.17 eV.*° The blue and white

This journal is © The Royal Society of Chemistry 2024

device architectures are the same as device 1 and device W3,
with Cz-TRZ3 (25 nm) (device 5) and Cz-TRZ3: tBuCzDBA:DBP
(10 wt%, 0.5 wt%, 13 nm)/Cz-TRZ3: tBuCzDBA (10 wt%, 2 nm)/
Cz-TRZ3 (10 nm) (device W4) for blue and white OLEDs, respec-
tively. As shown in Fig. 4, the blue and white OLEDs reach a
maximum EQE of 14.5% and 24.3%, respectively. As shown in
Fig. S5 (ESIt), the blue OLED reaches a sky blue EL spectrum
peaked at 495 nm with a CIE coordinate of (0.271, 0.435). At
the practical luminance of 1000 and 3000 cd m™?, device W4
stil maintains an EQE of 19.6% and 18.1%, which is
apparently better than that of device W3 (Fig. 4b).
Moreover, device W4 shows exceptional color stability, exhibiting
a negligible chromaticity coordinate shift of (0.001, 0.004)
across a broad luminance range from 1000 to 10000 cd m ™2
(Fig. S6, ESIT).

This future confirms the validity of our triple-EML design
strategy.
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Fig. 4 (a) Current density—voltage—luminance curves of blue and white devices based on Cz-TRZ3; (b) EQE-luminance characteristics of blue and

white devices based on Cz-TRZ3. The black dashed line is a triple-EML WOLED based on DMAC-DPS (W3). The insert is the molecular structure of Cz-
TRZ3; (c) current efficiency and luminous efficacy versus current density curves of blue and white OLED based Cz-TRZ3; (d) EL spectra of white devices

based on Cz-TRZ3 under different luminance.

We attribute the improved efficiency roll-off and excellent
color stability to the balanced charge transport ability. Cz-TRZ3
is composed of a carbazole-based moiety as a donor and a
cyaphenine as an acceptor. As cyaphenine is a strong acceptor,
more charge balance is expected in Cz-TRZ3. As shown in Fig. 5,
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Fig. 5 Hole-only and electron-only devices of DMAC-DPS and Cz-TRZ3.
The hole-only device structure is ITO/HAT-CN (5 nm)/TAPC (40 nm)/
TCTA (10 nm)/mCBP (5 nm)/DMAC-DPS or Cz-TRZ3 (25 nm)/TAPC
(20 nm)/AL (150 nm). The electron-only device structure is ITO/PBPPhen
(20 nm)/DMAC-DPS or Cz-TRZ3 (25 nm)/PPF (10 nm)/PBPPhen (40 nm)/
Lig (2 nm)/AL (150 nm).
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DMAC-DPS reaches a slightly better hole transport ability than
Cz-TRZ3. However, the electron transport ability of Cz-TRZ3 is
much better than that of DMAC-DPS, indicating more charge
balance can be realized in Cz-TRZ3-based devices. The
balanced charge transport ability furnishes a broad and stabi-
lized recombination zone, subsequently resulting in low effi-
ciency roll-off and stable EL emission.

Experimental
Materials

The compounds 1,4,5,8,9,11-hexaazatriphenylenehexacarbonitrile
(HAT-CN), 1,1-bis[(di-4-tolylamino)phenyl]cyclohexane (TAPC), tris-
(4-carbazoyl-9-ylphenyl)amine (TCTA), 3,3'-di(9H-carbazol-9-yl)-1,1'-
biphenyl(mCBP),10,10’-(4,4'-sulfonylbis(4,1-phenylene))bis(9,9-dime-
thyl-9,10-dihydroacridine) (DMAC-DPS) and 8-hydroxyqui-noline-
lithium, 8-hydroxyquinoline-lithium (Liq) were purchased from
Xi'an Polymer Light Technology Corp. 2,8-Bis(diphenylphosp-
horyl)dibenzo[b,d]furan (PPF) and 2,2’-(1,3-phenylene)bis[9-
phenyl-1,10-phenanthroline] (PBPPhen) were from Shenzhen
Puri Materials Corp. 5,10-Bis (4-(3,6-di-tert-butyl-9H-carbazol-9-
group)-2, 6-dimethyl-phenyl)-5, 10-dihydroboranthracene
(tBuCzDBA) and dibenzo-4,4,7,7-tetrapheny-ldiindene[1,2,3-
cd:perylene 1,2,3-lm] perylene (DBP) were purchased from
Luminescence technology corp.
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Device fabrication and characterization

The devices were deposited on a patterned indium tin oxide
(ITO, 110 nm) coated glass substrate, which was ultrasonically
cleaned with acetone, ethanol, and deionized water for 10 min in
sequence. Before deposition, the cleaned glass was treated with an
ultraviolet ozone machine for 15 minutes. All the organic and
metal layers were deposited in a vacuum chamber with a base
pressure of 10~ % mbar. The film thickness, deposition rate, and
doping concentration were in situ monitored using a calibrated
quartz crystal. The deposition rate for organic layers and metal
layers is 1-2 As™* and 2-3 A s, respectively. The active area of the
devices is 9 mm?®, determined by the overlap between anode ITO
and cathode Al. After deposition, the devices were encapsulated
with a glass lid and a UV-epoxy resin in the glass box. The current
density-voltage-luminance ( J-V-L) curves were performed using
an automated system which consists of a Keithley 2420 source
meter, silicon photodiode, and calibrated spectrometer (Ocean
Insight QE-PRO spectrometer). The EQE of the devices was mea-
sured in a calibrated integrating sphere (Ocean Insight
SPECTRUMTEQ-EQY). The absorption spectrum is recorded on a
Shimadzu SOLIDSPEC3700 DUV-VIS-NIR spectrophotometer.
Transient PL was measured using an Edinburgh FS5 spectrometer.

Conclusions

In summary, we successfully designed highly efficient all-
fluorescence WOLEDs with a simplified device using matrix-free
blue EMLs. The proposed triple-EML architecture not only reduces
efficiency roll-off at high luminance but also stabilizes the EL
spectrum. With this design, all-fluorescence WOLEDs based on
DMAC-DPS realize a maximum external quantum efficiency of
20.2% and reduced electroluminescence spectrum shift. By intro-
ducing a blue emitter with excellent charge balance ability, all-
fluorescence white OLEDs realize a maximum EQE of 24.3% and a
small efficiency roll-off. More impressively, the devices show
superior color stability in a wide luminance range of 1000-
10000 cd m~? with a color rendering index of 83. Our design
provides a potential device design strategy for high performance
all-fluorescence WOLEDs with simplified device structures.
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