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Carbon framework modification; an interesting
strategy to improve the energy storage and dye
adsorption†

Monika Michalska, a Paulina Pietrzyk-Thel,b Kamil Sobczak,c Mathijs Janssen d

and Amrita Jain *b

Porous carbons find various applications, including as adsorbents for clean water production and as

electrode materials in energy storage devices such as supercapacitors. While supercapacitors reach

higher power densities than batteries, they are less widely used, as their energy density is lower. We

present a low-temperature wet ultrasonochemical synthesis technique to modify the surface of

activated carbon with 1 wt% Cu nanoparticles. We analyzed the modified carbon using X-ray diffraction,

Raman spectroscopy, scanning electron microscopy, and transmission electron microscopy and

confirmed the composite formation by N2 adsorption–desorption isotherms at 77 K. For comparison, we

did the same tests on pristine carbon. We used the modified carbon as an electrode material in a home-

built supercapacitor filled with gel polymer electrolyte and as an absorbent of Malachite green dye. In

both applications, the modified carbon performed substantially better than its pristine counterpart. The

modified-carbon supercapacitor exhibited a single electrode-specific capacitance of approximately

68.9 F g�1. It also demonstrated an energy density of 9.8 W h kg�1 and a power density of 1.4 kW kg�1.

These values represent improvements over the pristine-carbon supercapacitor, with increases of

25.7 F g�1 in capacitance, 3.8 W h kg�1 in energy density, and 0.5 kW kg�1 in power density. After

10 000 charging–discharging cycles, the capacitance of the modified-carbon supercapacitor decreased

by approximately 10%, indicating good durability of the material. We found that the modified carbon’s

absorbance capacity for Malachite dye is more than that of the pristine carbon; the adsorption capacity

value was B153.16 mg g�1 for modified carbon with pseudo-second kinetic order, in accordance with

the Redlich–Peterson adsorption model.

Introduction

Ever-increasing demands for clean energy and portable water
challenge materials scientists and electrochemists alike. Green
energy and clean water production are two key challenges the
world faces this century. Energy plays a crucial role in a
country’s economic growth; energy demands will increase at a
higher pace, from 50% to 75%, between 2025 and 2075.1,2 The

main source of energy comes from non-renewable fossil fuel
sources like coal, oil, and natural gas, generating greenhouse
gases and causing climate change and global warming.3,4

Renewable sources like solar and wind are intermittent in
nature, so balancing supply and demand requires energy
storage devices like batteries and supercapacitors. Better mate-
rials must be developed for these devices that, besides max-
imizing performance, are sustainable, durable, and non-toxic.
Such new materials may find applications beyond energy
storage devices; the electrode materials of supercapacitors, for
example, may help desalinate seawater or absorb toxic contents
from polluted streams.

Supercapacitors have attracted much attention recently
because of their high power density, fast charging and dischar-
ging, and high capacitance.5,6 These devices store energy
through electric double layer-formation in electrolyte-filled
porous electrodes. Both the electrolyte and electrode materials
crucially affect supercapacitor performance. The liquids that fill
some supercapacitors are flammable, have small potential
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windows, and could leak out. A safe alternative is gel polymer
electrolytes (GPEs), which entrap a liquid electrolyte in a
polymer matrix. In particular, the amorphous polymer
poly(vinylidene fluoride-co-hexafluoropropylene) (PVdF-HFP)
has attracted much interest due to its high dielectric constant,
thermal stability, and ability to entrap much electrolyte.

Supercapacitor electrodes are usually made from activated
carbon because carbon is widely available, cheap, and has a high
electrical conductivity; the high specific surface areas of activated
carbons lead to high-capacitance supercapacitors.7,8 Activated
carbons are especially appealing as they can have a controlled
and organised pore size distribution with high specific surface
area, which makes them suitable electrode candidates.9,10 The
surface chemistry of carbon materials can be changed by post-
treating them with reactive heteroatom sources. Composites of
carbon with conductive polymers, metallic or metal oxide parti-
cles, or other carbon species have also been developed.11–13 Such
surface modifications can boost supercapacitor performance.14–17

The activated carbons of supercapacitor electrodes can also
be utilised to produce clean water. Carbons can remove toxic
contents from water by physical adsorption, which is more
suitable and efficient than, for instance, photodegradation,
photothermal conversion, and membrane technology. Physical
adsorption yields fewer by-products and can be fast and highly
efficient.18 The high surface area of activated carbon gives it
good adsorbing capacity for dyes.19 Though it can adsorb most
of the dyes, its adsorbing ability can still be improved, and one
possible option is to make a composite with metal
nanoparticles.20 Such modification can improve the material
mechanically and thermally and help develop the surface
structure and morphology of the material.

The purpose of this study was to investigate the impact of
surface modification with Cu nanoparticles (Cu NPs) on the
surface of activated carbon (AC) and to assess its utility for energy
storage and dye adsorption applications. A new low-temperature
ultrasonication approach was applied for decorating AC material
with Cu NPs without the use of a reducing agent. This proposed
approach is simple, straightforward and cost-effective. The altered
material was used to fabricate electrodes for a symmetric super-
capacitor. The supercapacitor was filled with a GPE using PVdF-
HFP as the host polymer, propylene carbonate (PC) as a plasti-
ciser, and magnesium perchlorate (Mg(ClO4)2) as a salt. The
electrode and electrolyte described above were employed to pre-
pare supercapacitor cells, which were subsequently electrochemi-
cally characterised. Furthermore, the modified carbon material
was evaluated as an adsorbent for dyes, specifically Malachite
green in this article. This study aimed to demonstrate the effect of
using only 1 wt% of copper metal nanoparticles on improving the
carbon framework.

Experimental details
Preparation of activated carbon–copper composites

The activated carbon material was surface-modified using Cu
nanoparticles via the following procedure. First, copper(II)

nitrate trihydrate (Cu(NO3)2�3H2O, pure p.a., Sigma-Aldrich)
was dissolved in 50 mL of ethanol (96%, Merck). Second,
activated carbon (AC) (activated charcoal pure p.a., CHEMPUR)
was added to the prepared nitrate–ethanol solution of Cu. The
whole synthesis was done in an ultrasonic bath cleaner for 1 h
(10 min of sonication separated by 20 min intervals). Third, the
black composite was air-dried at B60 1C and then later at
B150 1C for a few hours. Last, the activated carbon material
with 1 wt% of copper was ground in an agate mortar to produce
a fine composite powder. The as-prepared sample was labelled
ACCu1, and a control sample without Cu nanoparticles was
labelled AC. Fig. 1 schematically shows the synthesis and
application.

Instrumental details

Morphological studies of ACCu1 were performed with an FEI
Talos F200X scanning/transmission electron microscope (S/
TEM) at 200 kV. TEM and STEM-mode measurements were
recorded using a high-angle annular dark-field detector.
Energy-dispersive X-ray spectroscopy (EDX) on a Brucker BD4
instrument was used to map the elements’ distribution. Sample
preparation for the TEM observations was done by dropping
the colloidal particle dispersion on a carbon film which was
supported on a 300-mesh copper grid. Scanning electron
microscopy (SEM) was carried out using an SEM/FIB-Zeiss
Crossbeam 350, Germany; EDX was carried out using an
Ametek EDAX, Octane Elite with accelerating voltage of 7 kV
to minimise the penetrating depth. X-ray powder diffraction
(XRD) analysis was performed with an X-ray diffractometer of
MiniFlex 600 (Rigaku, Japan) equipped with a Co tube, operated
at 40 kV and 15 mA, and a DteX Ultra 250 detector. The XRD
patterns of the prepared materials were collected in the 10–601
2y range with a step of 0.011 and a scanning rate of 101 min�1.
The results were evaluated using the PDXL software (Rigaku,
Japan) and the PDF 2 database, which was released in 2019. The
N2 adsorption–desorption studies of the ACCu1 and AC sam-
ples were performed using an AutoSorb IQ, Quantachrome,
USA, with nitrogen adsorption at 77 K. The pore size distribu-
tion curves were obtained using the built-in density functional
theory (DFT) model using the adsorption branch of the iso-
therms. The dye adsorption experiment was carried out using a
PerkinElmer (UV/VIS/NIR) Lambda 1050+ spectrophotometer.
Measurements were performed in a quartz cuvette from 250 to
800 nm. Malachite green was purchased from Warchem Poland
Sp. z o.o. (purity 99%), and NaCl from Sigma-Aldrich, Germany
(purity 4 99.9%). MilliQ-water to prepare the solutions was
supplied by the Hydrolab watering system – Gliwice, Poland.

Assembly and characterization of EDLC cells

We constructed electric double-layer capacitor (EDLC) cells
using magnesium ion-based GPE, which also acted as a separa-
tor, and electrodes made from the Cu-modified activated
carbon. The electrodes were prepared by mixing the active
materials (ACCu1 and AC) with polymeric binder (PVdF) in
the ratio of 90 : 10 (wt% : wt%) using an agate pestle and mortar.
Drop by drop acetone was added to obtain slurries of the
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mixtures, which were coated on carbon cloth (AVCarb, USA),
which was used as the current collector. The electrodes dried
at B100 1C for 8 h before they were used to prepare the
EDLCs. The electrolyte was prepared using the host polymer
poly(vinylidene fluoride-co-hexafluoropropylene) (PVdF-HFP),
mixed with propylene carbonate (PC) as a plasticizer, magne-
sium perchlorate Mg(ClO4)2 was used as a salt, and tetrahy-
drofuran (THF) as a solvent. All materials were purchased from
Merck and were used as received. Details of the electrolyte
preparation and characterization are discussed elsewhere.21

EDLC cells were prepared by sandwiching the GPE between
the prepared electrodes as shown below:

Cell A: ACCu1|GPE film|ACCu1

Cell B: AC|GPE film|AC

The area of the electrodes was set to 1 cm2, and the mass of the
active materials was B1.5 mg. The electrochemical perfor-
mance of both prepared EDLCs was characterized by electro-
chemical impedance spectroscopy (EIS), cyclic voltammetry
(CV), and galvanostatic charge–discharge (GCD) cycles, all
under ambient conditions. The electrochemical measurements
were carried out using a Biologic VMP3 (France) electrochemi-
cal workstation. The EIS measurements were carried out
between 200 kHz and 1 mHz at an applied amplitude of 5
mV. The CV experiments were performed in the 0–1.0 V range at
scan rates of 1, 5, 10, 20, 50, and 100 mV s�1. The GCD
measurements were conducted with current densities between
0.1 and 0.6 A g�1. The cyclic performance was analysed using

the GCD method at a constant current density of 1 A g�1 in
between 0 to 1.0 V. We used eqn (S1)–(S4) of the ESI† to
calculate specific capacitance (Csp), energy density, and power
density from the different techniques.

Adsorption studies

Next, we explored the potential of the ACCu1 material for
adsorption applications, for instance, to remove toxic chemi-
cals from a solution. Measurements were performed using
20 mL of fresh Malachite green (MG) dye solutions with a
concentration of 20 mg L�1 (54.8 mmol). As adsorption depends
on multiple parameters, we measured different contact times,
mass, pH, and ionic strength to determine the optimal condi-
tions. Furthermore, to understand the adsorption mechanism,
kinetic studies were performed, and isotherms were estimated.
The surveys were recorded by varying the mass from 2.5 mg to
10 mg, contact time from 1 min to 30 min, and interrupt effects
like pH from 2–10 and ionic strength from 0.04 to 0.20 mol L�1

concentration of NaCl solution. The amount of adsorbed dye
(Q) on the carbon surface was calculated using eqn (S5) and (S6)
of the ESI.†

Results and discussion
Characteristics of the prepared carbon composites

Fig. 2a shows a TEM image of the ACCu1 material, with a
zoomed-in view in the right panel. The figure shows a typical
amorphous carbon structure. We investigated the distribution
of copper in the porous carbon matrix by EDX. Fig. 2b shows

Fig. 1 Schematic of activated carbon–copper composite preparation and application.
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the high-angle annular dark-field (HAADF) imaging results,
with the corresponding EDX map of the Cu and C elements

in Fig. 2c (with EDX spectrum in the Cu energy window). These
data show the presence of Cu atoms, or at most Cu atomic
clusters. No particles larger than a nanometer can be observed.

Fig. 3a shows the morphology of the activated carbon
modified with copper nanoparticles. As can be seen from the
image, the material is dense and amorphous. This kind of
morphology is suitable for the electrode material for super-
capacitor applications. The EDX spectra of the ACCu1 sample
are provided in the ESI† (Fig. S1); from that analysis, the
presence of copper particles is confirmed. Fig. 3b shows the
XRD pattern of the ACCu1 sample. This pattern has diffraction
peaks around 2y values of 31 and 511, matching the crystal
planes of (002) and (100) of the graphite (PDF card: 03-065-
6212) phase, respectively. The peak around 511 is caused by
overlapping phases of graphite (100) and Cu (111). The diffrac-
tion line around 591 corresponds to the crystal plane of (200) of
the copper phase. The XRD pattern of the pristine AC material
was presented in our previous work.22

Fig. 3c shows Raman spectra for the ACCu1 and AC samples.
The spectra have bands at B1334, B1587, B2688, and
B2920 cm�1, which matches the D, G, 2D, and D + G bands
of the typical graphitic materials, respectively. The bands (D, G,
2D, D + G) are in almost the same position as in previous works,
and their attribution is similar. To support the structural
results, the Raman spectroscopy measurements were investi-
gated. Fig. 3c shows Raman spectra for the ACCu1 and AC
samples. Due to the prevalence of sp3 hybridization in the
carbon structure and the E2g phonon vibrations of the sp2

Fig. 3 (a) SEM image of ACCu1. (b) XRD spectrum of ACCu1. (c) Raman spectra of surface-modified carbon (ACCu1) and commercial carbon (AC). (d) N2

adsorption–desorption isotherm of ACCu1; inset: pore size distribution curve of ACCu1.

Fig. 2 (a) TEM image of the surface-modified activated carbon (ACCu1),
with a zoomed-in view showing a typical amorphous carbon structure. (b)
HAADF image and (c) Cu and C distribution map with the EDX spectrum in
the Cu energy region.
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carbon atoms, the D and G bands are associated with the A1g

vibrational mode of the disordered carbon structure. The
scattering of phonons near the zone boundary (K-point) forms
the second-order vibration of the G-mode, referred to as the 2D-
mode. The presence of defects in the graphitic structure is
indicated by the D + G band linking the D and G bands.22,23

Considering the degree of graphitization, which suggests the
crystallinity level of carbon materials in the present case, the
ratio of the intensity lines (ID/IG) for ACCu1 and AC was found
to be 1.026 and 1.109, respectively. Furthermore, the ID/IG ratio
decreases most probably due to the reason for our novel low-
temperature chemical method that has been proposed to sur-
face modify the activated carbon material with copper metallic
nanoparticles. Similar observations regarding the decrease in
ID/IG ratio have been noticed in our previous works.22,23

Fig. 3d and Fig. S2 (ESI†) show N2 adsorption–desorption
isotherms of ACCu1 and AC, respectively, with corresponding
pore-size distribution curves as insets (calculated using the DFT
method). The isotherm of commercial carbon follows a type I
curve, confirming its microporous structure. Meanwhile, the
isotherm of ACCu1 follows a type IV pattern, wherein we have
observed a small hysteresis loop in the relative pressure range
in between 0.4–1.0, which confirms the mesoporous character-
istics of the material with a capillary condensation phenom-
enon. Hence, the mesoporous nature of carbon increases after
adding copper. However, the ACCu1 isotherms rise in the low-
pressure region (P/P0 o 0.03), showing that the ACCu1 compo-
site also contains micropores. Hence, ACCu1 has a mixture of
micropores and mesopores, which is beneficial for energy
storage and dye adsorption applications. Table 1 lists the values
of specific surface area, micro, meso, and macro pore volumes,
and pore sizes of the ACCu1 and AC materials resulting
from the adsorption–desorption spectra. Both materials are
composed of a mixture of micropores and mesopores. However,
the volume of the micropores in ACCu1 is lower than that of the
mesopores, which is preferable in the present case. The high
surface area and mesoporous structure probably relieve slight
changes in the material’s volume during the charge–discharge
process, providing better pathways for electrolyte transport.24

This phenomenon may also be the reason for our novel low-
temperature chemical method involving an ultrasonication
process that has been proposed to surface modify the activated
carbon material with copper metallic nanoparticles. Our
method enables the deposition of metal nanoparticles on the
grains of the material to be modified, rather than becoming
embedded in the pores of the material like other chemical
methods used to modify the surface of materials with metallic
coatings/layers/nanoparticles. Similar observations regarding
the increase in BET surface area were found in our previous

works.22,23 The pore size distribution curves further confirm
the co-existence of micropores, mesopores, and macropores. As
per the literature, micropores enhance the electrochemical
double-layer capacitance, mesopores can decrease the ion-
transport resistance, and macropores minimize the diffusion
distances.25–27 In the present case, ACCu1 has a good balance
of pores and a pore structure beneficial for electrolyte transfer.
Moreover, the copper in the carbon structure provides abun-
dant active sites, giving superior electrochemical and dye
adsorption properties; hence, it is chosen as an electrode and
adsorbate material.

Electrochemical characterization of EDLC cells

The electrochemical evaluation of ACCu1 and AC was investi-
gated using CV, EIS, and GCD tests in a two-electrode configu-
ration. Fig. 4a shows cell A and B’s CV curves at a scan rate of
5 mV s�1 at room temperature. Box-type or rectangular-type
shapes have been observed for both cells with varying covering
areas. The CV curve of cell A spans a larger area than that of cell
B, which confirms the superior performance of cell A over B,
and the capacitance of cell A (C = 64.8 F g�1) is higher than that
of cell B (C = 46.8 F g�1), accordingly. The higher capacitance
value shows that the modification of carbon with copper has
increased the material’s overall conductivity and mesoporosity,
which enhanced its electrochemical performance. An optimum
meso-to-microporosity ratio provides porous pathways to elec-
trolyte ions, i.e., facile insertion/de-insertion of electrolyte ions
(Mg2+ and ClO4

� in the existing system) for double-layer
formation. Fig. 4b shows CV curves of cell A for scan rates
from 1 mV s�1 to 100 mV s�1 in between 0 to 1 V. Cell A has box-
like or rectangular-like CV curves up to 50 mV s�1, confirming
the fast and easy switching of the ions (Mg2+ and ClO4

�).
Beyond 100 mV s�1, the CV curves become less rectangular,
showing less capacitance of B27.5 F g�1. To evaluate the
optimal potential stability range of cell A, the CV of cell A has
been recorded with voltage limits of 1.0 V to 1.4 V, see Fig. 4c.
The CV curves have symmetrical box-type shapes until 1.2 V.
Later, their shapes cease to be rectangular, indicating that the
cell is electrochemically stable up to 1.2 V. Hence, the rest of
the electrochemical studies were conducted in the range from 0
to 1.0 V for safety operation of the device. The working voltage
range is also confirmed by GCD studies discussed below.

Fig. 4d shows how the specific capacitance of cell A varies
with the scan rate between 1 mV s�1 to 100 mV s�1. The
capacitance decreases fast at first and more gradually later.
An increased ion adsorption and mass transfer may cause the
capacitance to decrease at high scan rates, and the electric
double layer may have been gathered over a relatively shorter
distance. As a result, ions do not properly settle inside or within

Table 1 Specific surface area and pore parameters of the prepared samples

Samples SBET (m2 g�1) Vmicro (cm3 g�1) Vmeso (cm3 g�1) Vtotal (cm3 g�1) D0 (nm)

ACCu1 893.6 0.16 0.69 0.85 3.1
AC 657.6 0.12 0.5 0.62 3.8

Note: SBET, specific surface area; Vmicro, micropore volume; Vmeso, mesopore volume; Vtotal, total volume and D0, average pore width.
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the pores of the electrode material, and the capacitance
decreases. On the contrary, at lower values of scan rate, the
mass transport of ions is relatively slower at the electrode–
electrolyte interface.28 Therefore, all the ions can easily diffuse
inside the pores, enhancing charge storage and specific
capacitance.

Next, we characterised cells A and B by electrochemical
impedance spectroscopy in the frequency range from 1 mHz
to 200 kHz. Fig. 5 and Fig. S3 (ESI†) present results for cells A

and B, respectively (we used the lin-KK method of the impe-
dance.py package29 to check the validity of these data). Both
figures contain a complex-plane impedance plot (a), a zoomed-
in view of the high frequencies regime (b), and the frequency
dependence of Re(Z) and Im(Z) (c). The complex plane plots of
both cells show the following features: (1) at low frequencies,
the cells have a phase angle of about 80 degrees; that is, they
deviate substantially from a pure capacitance. (2) At intermedi-
ate frequencies, the Nyquist plots have phase angles around

Fig. 5 Impedance spectroscopy data for cell A. (a) Complex plane impedance plot. (b) Zoomed-in view of the high-frequency regime of panel (a).
(c) The real and imaginary part of the impedance versus frequency.

Fig. 4 (a) Cell A and B CV curves at a scan rate of 5 mV s�1. (b) CV curves of cell A at different scan rates. (c) CV curves of cell A at a scan rate of 5 mV s�1

for different maximal voltages. (d) Scan-rate dependence of cell A’s specific capacitance.
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(but larger than) that of the Warburg impedance (45 degrees).
(3) There is a high-frequency arc. This arc is slightly depressed;
its apex lies lower than half its base width.

To create an equivalent circuit model for both cells, we
note that observations (1) and (2) suggest using a finite-
length Warburg open impedance, modified with a CPE-like
parameter to fit the low frequencies, ZTLMQ Rion;Qs; gð Þ ¼ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi

Rion

QsðioÞg

r
coth

ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
RionQsðioÞg

p
. Here, we note that using a finite-

length Warburg element is natural in the case of a porous
electrode with finite-length pores. Correcting the low-frequency
phase angle of the Warburg open impedance by a CPE para-
meter was done previously by ref. 30 and 31. Next, the high-
frequency depressed arc can be modelled by a CPE,

ZCPEðQ; aÞ ¼
1

QðioÞa, in parallel with resistor R1. Interfacial

redox reactions of impurities or surface functionalities at the
carbon surface may have caused this arc.28 However, the high-
frequency arcs do not need to be caused by a charge transfer. If
a pore has a narrow entrance, narrower than the rest of the
pore, this may also lead to an impedance curve of a similar
shape.32 Finally, at the highest frequencies, we measure the
electrolyte resistance R0 of the bulk electrolyte between the two
electrodes. We connect the above circuit elements into the
following Randles-like circuit:

Table 2 Electrical parameters of EDLC cells from EIS analysis

Cell A Cell B

R0 4.00 � 101 (�4.40 � 100) [O] 4.44 � 101 (�3.93 � 100) [O]
Q 6.37 � 10�6 (�1.66 � 10�5) [O�1sa] 8.94 � 10�6 (�4.79 � 10�6) [O�1sa]
a 9.25 � 10�1 (�2.90 � 10�1) [—] 7.78 � 10�1 (�6.30 � 10�2) [—]
R1 2.56 � 101 (�6.37 � 100) [O] 1.10 � 102 (�6.13 � 100) [O]
Rion 3.24 � 101 (�1.57 � 101) [O] 1.10 � 102 (�1.53 � 101) [O]
Qs 1.80 � 10�2 (�9.69 � 10�5) [F sg�1] 1.05 � 10�2 (�2.90 � 10�5) [F sg�1]
g 9.05 � 10�1 (�1.06 � 10�3) [—] 9.09 � 10�1 (�5.99 � 10�4) [—]

Fig. 6 (a) GCD measurements of cells A and B at a current density of 0.4 mA cm�2. (b) Variation of the specific capacitance of cell A with current density.
(c) Variation of the GCD curves of cell A with voltage at a current density of 0.5 mA cm�2. (d) Ragone plot of cell A.
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We fit this circuit to the EIS data using the impedance.py
package.29 This package makes a non-linear least squares fit
with uniform weighting; see the package documentation for
details. We observe a decent correspondence between the fits
and the data in Fig. 5 and Fig. S3 (ESI†). The ESI† discusses how
the circuit can be extended for even better fits.

Table 2 reports the fit parameters and their standard varia-
tion. We see that the bulk resistance is roughly the same in
both cells, which makes sense as we used the same electrolyte
and cell layout in both cases. Next, cell A has lower R1 and Rion

resistances than cell B, which reinforces our earlier observation
that the ACCu1 electrode of cell A has a lower internal electro-
lyte resistance. The capacitance-like Qs parameter is also higher
for this cell, further suggesting that the modification of carbon
with copper improved the electrochemical properties of the
material.

Galvanostatic charge–discharge (GCD) tests have also been
carried out for cells A–B to calculate their specific capacitance,
energy and power density values. Fig. 6a shows GCD curves for
cells A and B, recorded at a current density of 0.4 mA cm�2. The
figure shows an almost triangular-shaped GCD pattern for cell
A, which confirms that the charge storage is purely due to
electrical double-layer formation and not because of the pseu-
docapacitance. We determined the equivalent series resistance
ESR = DV/2I by applying the sudden voltage drop (DV) in the
discharge curve, leading to the constant current I. Table 3 lists
the ESR and specific capacitances of cells A and B. These data
show that cell A has a lower ESR and a higher capacitance, in
accordance with the results obtained with other techniques like
CV and EIS. Hence, the GCD study further confirms that the
modification of carbon with copper enhances the electroche-
mical performance of the material.

Table 3 Summary of the various parameters obtained from GCD studies

Cell
Discharge capacitance values
(Cd) [F g�1] ESR O cm2

Energy density (E)
[W h kg�1]

Power density (P)
[kW kg�1]

A 66.9 297.5 9.8 1.4
B 43.2 871.8 6.0 0.9

Fig. 7 (a) Variation of specific capacitance of cell A with the number of GCD cycles. The inset of (a) shows the first five hundred GCD cycles. (b) and (c)
Comparison of the CV and GCD curves before and after 10 000 cycles and (d) SEM image of the ACCu1 electrode after 10 000 cycles.
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Fig. 6b shows the specific discharge capacitance for different
current densities. The figure shows that cell A’s specific capa-
citance decreases with increasing current density, possibly due
to the ion adsorption and mass transfer, which reduced the
mobility of ions at the electrode–electrolyte interfaces due to
high current values. GCD studies for voltages from 1.0 V to 1.4 V
also revealed the maximum operating voltage range to agree
with the CV studies. As can be seen, up to 1.4 V, the triangular
pattern of the curves is maintained (Fig. 6c). Hence, the safer
limit of the prepared cell is up to 1.4 V. This agrees with the CV
measurements discussed above.

Fig. 6d presents cell A’s Ragone plot (specific energy density
values versus specific power density values). The plot clearly
shows that the energy density of cell A depreciates with the
increment in the power density values. Here, the energy density
varies from 9.8 W h kg�1 to 8.4 W h kg�1, and the power density
varies from 1.4 to 0.4 kW kg�1. These values are similar to other
EDLC/supercapacitor cells reported in the literature.33–37

Fig. 7a shows the specific capacitance of cell A during
B10 000 charge–discharge cycles recorded at a current density
of 1.6 mA cm�2 at 1.0 V. During the first 100 cycles, the

capacitance was unstable, possibly due to irreversible electro-
chemical reactions at the electrode–electrolyte interface. Later,
the cell was stable. Overall, cell A had excellent cyclability as it
retained B91% of its capacitance after 10 000 cycles. We did
not observe substantial structural changes in the active mate-
rial, so the slight decrease in the capacitance may have been
caused by micropores being blocked by ions, which is sup-
ported by scanning electron microscopy performed on the
electrode after cycling (discussed below). The inset of Fig. 7a
shows the first fifty GCD cycles of cell A. The GCD curves kept
their triangular shape with good repeatability.

Fig. 7b and c show CV curves at the scan rate of 5 mV s�1 and
GCD curves at a current density of 1 mA cm�2 before and after
10 000 GCD cycles. Both figures show slight differences in the
respective curves. As mentioned above, the capacitance
decreased by about 10%. However, even after 10 000 cycles,
the cell is working properly. Hence, the Cu-modified carbon
material shows great promise as an electrode material. To get
further insight into cell A’s cyclability, SEM images with EDX
spectra of the cycled electrode were obtained, see Fig. 7d. The
SEM images before and after cycling show no significant

Table 4 Comparison of other carbon-based materials for symmetric supercapacitors

Electrode material
Capacitance
(F g�1)

Power density
(kW kg�1)

Energy density
(W h kg�1)

Cycle
stabilisation Ref.

Pinecone 43 0.454 16.1 10 000 38
Rotten potato 54 0.524 20.8 5000 39
AC@Co 66 15 10 000 40
Carbon aerogels 21 1.9 11.5 3000 41
Rotted cucurbita pepo-derived activated carbon 55 0.176 14.98 8000 42
Mango seeds 28.17 0.375 35.21 6000 43
Activated carbon + Fe3O4 54.4 1.2 4.7 10 000 44
ACCu1 68.9 1.4 9.8 10 000 This work

Fig. 8 (a) Mass effect in the removal of MG into aqueous solution at pH 7; (b) efficiency of the adsorption process at pH 7; (c) and (d) effect of pH and
ionic strength.
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difference. Some small spheres were observed, which might
appear from magnesium salt or polymer from the electrolyte
material. From the EDX studies, shown in Fig. S4 in the ESI,† it
is also clear that, after cycling, the traces of Mg, F, Cl, O, etc.
have been found in the electrode sample, which is clearly
because of the interaction of the electrode and electrolyte
during electrochemical testing of the cell. Some ions might
get stuck in the electrode’s pores, which would explain the
observed decrease in capacitance. The literature comparison of
other carbon-based materials for symmetric supercapacitors is
presented in Table 4. It is important to underline that in our
work we proposed an easy, straightforward and cost-effective
method for depositing Cu NPs on activated carbon surface
without the use of reducing agent. Furthermore, in this study
we have also fabricated a symmetrical supercapacitor cell
comprising ACCu1, in which the gel polymer electrolyte is
immersed. This is the first time that this particular cell
configuration has been examined.

Dye adsorption studies

Effect of mass and removal of dye. First, weight optimization
of the ACCu1 sample was carried out. For that, 2.5 mg, 5 mg,
and 10 mg of ACCu1 were added to the 20 mL dye solution,
respectively, and the solution was magnetically stirred for 15 s.
After this, the solution was equilibrated for 30 min at
room temperature, and then the samples were centrifuged
for B2–3 s, followed by UV spectra measurements. Fig. 8a
shows the effectiveness of the adsorption process, where
2.5 mg, 5 mg, and 10 mg of ACCu1 removed 7.77 ppm, 10.78
ppm, and 19.66 ppm, respectively. 10 mg of active material
removed the most dye, so we used this sample for further
measurements of the effect of pH, ionic strength, and kinetics.

Fig. 8b depicts the efficiency of MG removal versus time. In
about 4 min, more than 80% of the dye was adsorbed. Within

30 min, ACCu1 eliminated 98.68% (9.77 ppm) of the dye.
Hence, ACCu1 has excellent potential to remove this toxic
dye. The inset of Fig. 8b shows the solution before and after
the adsorption process.

Effect of pH and ionic strength. The pH strongly affects the
distribution of surface charging and the adsorbent’s adsorption
capacity.45 We prepared solutions with pH from 2 to 12 to
investigate how pH affects the adsorption of MG. Interestingly,
the effectiveness of MG dye removal by ACCu1 was over 95% in
the whole pH range (see Fig. 8c). In acidic and alkaline
solutions, the amount adsorbed was about 37.46 mg g�1 and
39.82 mg g�1, respectively. The highest value of %H was
obtained at pH 7 (19.64 ppm); hence, this pH was used for
further analysis. Fig. 8d shows the effect of ionic strength on
the amount adsorbed. The adsorption capacity decreases

Fig. 9 Kinetic orders for the adsorption process of MG by ACCu1: (a) pseudo-first order, (b) pseudo-second-order.

Table 5 Kinetic parameters of the MG adsorption process

Material k1 (min�1) � 10�3 Qecal. (mg g�1) R2 k2 (g mg�1 min�1) Qecal. (mg g�1) Qexp. (mg g�1) R2

AC Cu 14.212 11.036 0.6692 78.774 38.971 38.162 0.9977

Fig. 10 Adsorption isotherm for MG dye removal.
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slightly with increasing the salt concentration up to the lowest
value at B0.08 mol L�1, where the concentration of MG in the
solution is higher, about 1.05 ppm (% H = 92.97%). However,
the removal of MG is kept at more than 92%. Concluding,
neither the pH of the solution nor the presence of NaCl ions
affects dye removal by ACCu1 substantially.

Kinetic study. Kinetic studies were carried out to understand
the adsorption effectiveness. Fig. 9 shows the linear presenta-
tion of kinetic models. Specifically, Fig. 9a shows that the
diffusion pseudo-first order follows the Langergen model and
the pseudo-second-order follows the McKay–Ho model. The
Langergen model shows that a pollutant-sorbent complex is
formed in the active centre in the adsorbent structure.46 How-
ever, the McKay–Ho model assumes that the adsorption pro-
cess occurs because of chemisorption.47 The equations used to
calculate pseudo-first and pseudo-second order kinetics are
given in the ESI† Sections (S7 and S8), and the values of
different parameters are in Table 5.

Comparing the R2 values of the kinetic model fits, the
process of MG adsorption by ACCu1 follows pseudo-second-
order kinetics. The value of the experimental adsorption capa-
city is close to the calculated capacity, which confirms the
equilibrium. The pseudo-second-order constant has a higher
value, showing that MG adsorption on the ACCu1 surface is
very fast, consistent with the obtained experimental data.

Isotherm study. Adsorption isotherm studies provide infor-
mation on the interaction between adsorbent and adsorbate.
Experiments were performed using MG solutions with concen-
trations between 20 and 400 ppm. We determined the max-
imum adsorption capacity using the Langmuir, Freundlich,
and Redlich–Peterson models; the corresponding eqn (S9)–
(S11) are in the ESI.† The Langmuir model confirms the
formation of a monolayer on the adsorbate’s surface, and the
adsorption rate is proportional to the number of available
active sites.36,48 However, the Freundlich model assumes the
possibility of the formation of multilayers with their uneven
distribution on the adsorbate surface.49 Meanwhile, the Red-
lich–Peterson model combines the Langmuir and Freundlich
models; hence, it could be applied over wide ranges of adsor-
bate concentration.50,51

Fig. 10 shows that Qe increases with increasing MG concen-
tration. The figure also shows the fits of the non-linear iso-
therm models to our experimental data; Table 5 presents the
corresponding fit parameters. We see there that the Redlich–
Peterson model has a higher R2 coefficient (R2 = 0.9453) than
the Langmuir and Freundlich (having almost identical values,
R2 = 0.9298 and R2 = 0.9248). Hence, the Redlich–Peterson
model provides a slightly better fit.

We found an adsorption capacity of 153.16 mg g�1 using the
Langmuir eqn (S10) (ESI†). The value of the heterogeneity factor
(n 4 1) confirms that the adsorption process is favourable in
the present case.

The dimensionless g factor of the Redlich–Peterson model
lies between 0 and 1. In our case, it is equal to 0.6487 (Table 6),
which shows that the Redlich–Peterson model describes the
adsorption process of MG dye on the ACCu1 sample well. In
Table S1 (ESI†), a comparison of the adsorption capacity with
different adsorbents has been summarised by using MG dye.

Conclusion

By a low-temperature wet ultrasonochemical method that was
both simple, economical and environmentally friendly, we
modified the surface of activated carbon with Cu nanoparticles.
We used this material, ACCu1, as an electrode material in a
home-built supercapacitor and as an adsorbent of Malachite
green dye. In both these applications, ACCu1 performed sub-
stantially better than its pristine carbon counterpart. The
supercapacitor with ACCu1 electrodes had a specific capaci-
tance of B68.9 F g�1, an energy density of 9.8 W h kg�1, and a
power density of 1.4 kW kg�1; this was 43.2 F g�1, 6.0 W h kg�1,
and 0.9 kW kg�1, respectively, for the pristine-carbon counter-
part. After 10 000 consecutive charge–discharge cycles, the
capacitance had dropped by only 10% proving the durability
of ACCu1 as an electrode material. The adsorption studies
performed with ACCu1 showed that, within 6 minutes, more
than 80% of the Malachite dye was removed; after 30 minutes,
the system was close to equilibrium. The adsorption process
was of pseudo-second kinetic order. The Redlich–Peterson
model fitted well to the obtained experimental data. The
adsorption capacitance for MG was 153.16 mg g�1, which is
higher than reported in the literature for other materials.
ACCu1 is thus a multifunctional composite material with great
potential in supercapacitor development and water-purification
applications.
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