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Introduction

Metabolic click-labeling of interleukin-10
enhances the immunomodulatory potential and
wound healing properties of mesenchymal stem
cell-derived extracellular nanovesicles}

Hee Gyeong Ko,®® Yun-A Kim,*® Jun Kwon,*® So Won Jeon,®® Jong Sang Yoon,
Min-Ho Kang,®® Ju-Ro Lee“® and Han Young Kim ) 2

Mesenchymal stem cell-derived extracellular nanovesicles (MSC-NVs) exhibit unique biological properties
and tissue-regenerative effects comparable to their parent MSCs. However, despite the robust angiogenic
and anti-apoptotic effects of MSC-NVs, their immunomodulatory effect is limited due to insufficient
translation of anti-inflammatory cytokines from parent MSCs to isolated NVs. Hence, in this study we
suggest the incorporation of interleukin (IL)-10, a key anti-inflammatory mediator in the body's immune
system, on the surface of MSC-NVs via bio-orthogonal click chemistry. Metabolically engineered MSCs
were serially extruded to generate azido-displaying MSC-NV-N3, followed by click chemistry-based con-
jugation of IL-10. Synthesized MSC-NV/IL-10 exhibited superior abilities for cell proliferation and
migration of fibroblast and endothelial cells. MSC-NV/IL-10 markedly attenuated the activity of the pro-
inflammatory M1 macrophage and promoted the expression of the anti-inflammatory M2 marker. We also
demonstrated that MSC-NV/IL-10 induces the phenotypic transition of dendritic cells (DCs) from mature
DCs to immune-tolerogenic DCs. Moreover, RNA sequencing revealed that metabolic engineering does
not alter the regenerative potential or immunomodulatory functions of MSCs. In animal studies, MSC-NV/
IL-10 treated mice exhibited significantly accelerated wound healing, accompanied by resolution of
inflammatory responses in injured skin.

focused on MSC-derived exosomes as a potential alternative to
direct MSC transplantation. Despite their therapeutic poten-

Stem cell therapy has been applied to various diseases and
injuries. The administration of mesenchymal stem cells
(MSCs) has emerged as a particularly promising therapeutic
strategy in regenerative medicine and tissue engineering, due
to their ability to secrete bioactive molecules and paracrine
factors."”? However, recent studies have revealed that MSCs
exhibit low survival rates in inflammatory and hypoxic environ-
ments and do not effectively replace damaged cells at the
injection site.” To address these limitations, research has
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tial, the complex purification process and low production yield
of MSC-derived exosomes pose significant challenges for large-
scale clinical applications.”® A large number of MSCs are
required to produce a sufficient amount of exosomes; however,
repeated subculturing is a common underlying cause of MSC
senescence.® Cellular senescence severely weakens the ability
of stem cells to repair and regenerate.” To overcome these chal-
lenges, MSC-derived extracellular nanovesicles (MSC-NVs) have
emerged as an alternative therapeutic agent, exhibiting bio-
logical functions comparable to those of parent MSCs or MSC-
exosomes.®® Importantly, MSC-NVs contain intracellular com-
ponents such as proteins, lipids, mRNAs, and microRNAs,
which are associated with immune regulation, inflammation
reduction, and tissue regeneration.10 Furthermore, the manu-
facturing process of MSC-NVs provides higher production
efficiency and greater consistency in size and content com-
pared to naturally secreted exosomes.'"'> As a cell-free thera-
peutic approach, MSC-NVs do not replicate or mutate, making
them more suitable for long-term storage compared to live
MSCs. Moreover, MSC-NVs inherently target inflamed or
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damaged tissues owing to their surface molecules, which inter-
act with receptors on target cells.’>'* Therefore, MSC-NVs have
been recognized as potent therapeutic agents that are capable
of clinical-scale production."

Interleukin-10 (IL-10) is a major anti-inflammatory and
immunomodulatory cytokine.""” It regulates immune
responses, promotes cell proliferation, and supports the extra-
cellular matrix and fibroblast function by binding to their
receptors on immune cells. Upon receptor binding, IL-10 acti-
vates downstream signaling pathways, such as the JAK-STAT
pathway, leading to gene expression changes that suppress
inflammation."®"® Notably, IL-10 induces M2-type macrophage
polarization,?® which facilitates inflammation reduction, extra-
cellular matrix remodeling, and promoting angiogenic
factors.”™**> Moreover, IL-10 promotes dendritic cell (DC)
differentiation into tolerogenic DCs (tolDCs), which exhibit
immune-suppressive properties and hold significant potential
for autoimmune disease therapy.>*** Collectively, IL-10 has
been extensively investigated as a therapeutic agent for inflam-
matory diseases.>>® Despite its potent anti-inflammatory pro-
perties, IL-10 has a short biological half-life and undergoes
rapid degradation, which significantly limits its clinical appli-
cation.”” Thus, the development of delivery strategies is crucial
for enhancing the therapeutic efficacy of IL-10 at inflamed and
injured sites.

Click chemistry is widely applied in biomedical nanomaterials
for efficient and selective bioconjugation. Among the various
click reactions, bio-orthogonal metabolic labeling has gained par-
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ticular attention for conjugating therapeutic molecules onto the
surface of live cells.*® Due to its high specificity, stability, and bio-
compatibility, bio-orthogonal click chemistry has been widely
applied to cell engineering.***° The azide-containing glycoprotein
labeling agent, N-azidoacetyl-o-mannosamine (Ac,;ManNAz),
enables the incorporation of azide (N;) groups onto cell mem-
brane surfaces.*”> Interestingly, Ac;ManNAz-induced cells incor-
porate azide moieties into the bilayer lipids of extracellular vesi-
cles (EVs).*” Dibenzocyclooctyne (DBCO) covalently binds to azide
groups, forming stable triazoles without requiring catalysts,
thereby enabling precise and stable cell surface labeling without
altering cellular biochemistry.>*

Together, in this study, we functionalized the external lipid
bilayer of MSC-NVs with IL-10 using bio-orthogonal click
chemistry. Metabolically labeled MSCs were serially extruded
to generate Nj-displaying MSC-NVs (MSC-NV-N3) followed by
conjugation with DBCO-tagged IL-10, resulting in the MSC-NV/
IL-10 complex (Fig. 1). We investigated the pro-angiogenic and
anti-apoptotic effects of MSC-NV/IL-10 in fibroblast and endo-
thelial cells. Furthermore, bone marrow-derived macrophages
(BMDMs) and bone marrow-derived dendritic cells (BMDCs)
were harvested from mice and treated with MSC-NV/IL-10 for
evaluation of anti-inflammatory responses. Finally, we evalu-
ated the regenerative and anti-inflammatory effects of
MSC-NV/IL-10 in a full-thickness skin wound mouse model.
RNA-sequencing (RNA-seq) was performed on MSCs and
MSC-N; to verify whether metabolic labeling causes significant
transcriptional changes in MSCs.

W

Untreated
MSC
[e]
Adipose-derived Aﬁ(%&H
MSC OAc
Ac,ManNAz N ‘ .
Nz
MSC-N;

TFP Ester-PEG4-DBCO

Interleukin-10 (IL-10)

(N;-displayed plasma membrane)
DBCO-PEG4-IL-10

I 1
Azide Coupling Partn
L S
O N |
A 8 n

1 F — %gz H H
l o

serial extrusion

MSC-NV-N,
]

MSC-NV/IL-10
(IL-10-conjugated MSC-NV)

Fig. 1 Schematic illustration showing metabolic glycoengineering of MSCs and fabrication of MSC-NV/IL-10 via click chemistry. After metabolic
labeling of MSCs with Ac;ManNAz to introduce azido (N3) groups on their membrane surfaces, MSC-NV-N3 was fabricated by serial extrusion. Bio-
orthogonal click chemistry-based conjugation of DBCO-tagged IL-10 subsequently yields the MSC-NV/IL-10 complex.
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Materials and methods
Cell culture

Human adipose-derived mesenchymal stem cells (MSCs) with
passage numbers of 5-7 (Lonza, Switzerland) and L929 murine
fibroblasts (Korean Cell Line Bank, Korea) were cultured in
DMEM (Gibco, USA) supplemented with 10% (v/v) fetal bovine
serum (FBS; Gibco, USA) and 1% (v/v) penicillin/streptomycin
(PS; Gibco, USA). BMDMs and BMDCs were isolated from the
femurs and tibias of mice and cultured in RPMI 1640 medium
(Gibco, USA) containing 10% (v/v) FBS and 1% (v/v) PS.
Human umbilical vein endothelial cells (HUVECs; PromoCell,
Germany) were cultured in an endothelial cell growth medium
(EGM; PromocCell, Germany). All cells were incubated at 37 °C
in a humidified atmosphere with 5% CO,.

Isolation and differentiation of BMDMs and BMDCs

BMDMs and BMDCs were generated from 6 week-old female
C57BL/6 mice (Koatech, South Korea). Mouse femur and tibia
were isolated, and bone marrow was flushed out using a
25-gauge needle. The isolated bone marrow cells were reconsti-
tuted in RPMI 1640 medium, supplemented with 10% (v/v)
FBS and 1% (v/v) PS. To induce the differentiation to BMDMs,
10% (v/v) L929-conditioned medium was added. Cells were
plated in a 100 mm Petri dish at a concentration of 4 x 10>
cells per mL and after 3 days, 10 mL of fresh medium was
added. For BMDCs, 20 ng mL™" recombinant murine GM-CSF
(R&D Systems, USA) was added to support DC differentiation.
Cells were plated in a Petri dish at a concentration of 1 x 10°
cells per mL and on day 3, half of the medium was added.
BMDMs and BMDCs were collected on day 6 and used for
further experiments.

Bio-orthogonal labeling of MSCs

For metabolic labeling of cultured MSCs, cells were seeded
onto coverslips placed in a 12-well culture plate at a density of
1 x 10* cells per well and incubated with 50 uM Ac,ManNAz
for 72 hours. Subsequently, the cells were treated with 40 uM
DBCO-Cy5 (Sigma, Germany) for 30 minutes at 37 °C.
Following the incubation, the cells were washed twice with
phosphate-buffered saline (PBS) and fixed with 4% paraformal-
dehyde solution for 10 minutes in a dark environment. The
fixed cells were washed twice with PBS and mounted with a
DAPI solution (VWR, USA). The cells were visualized using a
fluorescence microscope (Eclipse Ti2, Nikon, Japan) and
additionally evaluated using flow cytometry (CytoFlex,
Beckman Coulter, USA), and resulting data were analyzed
using FlowJo software (BD Biosciences).

Preparation of MSC-NVs and MSC-NV-N;

Once the MSCs or Ac;ManNAz-treated MSCs (MSC-N3;) reached
90% confluence in 150 mm? culture dishes, the cells were har-
vested using a cell scraper. The cells were washed and resus-
pended in PBS. To isolate NVs, the collected cells were dis-
rupted by ultrasonication and serially extruded through a
series of membrane filters with pore sizes of 5 pm, 1 pm, and
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0.4 pm (Avanti Polar Lipids, USA). The cells were extruded ten
times through each membrane filter. Following serial extru-
sion, the NVs were centrifuged at 1000g for 10 min to remove
nuclei. Fabricated NVs were purified by ultracentrifugation at
27 000g for 2 hours. The pellet of NVs was then resuspended in
PBS. The fabricated NVs were then stored at —80 °C until
needed.

Synthesis of DBCO-IL-10 and preparation of MSC-NV/IL-10

To prepare DBCO-tagged IL-10 (DBCO-IL-10), EZ-Link TFP
Ester-PEG4-DBCO (Thermo Scientific, USA) was first diluted in
DMSO to obtain a final concentration of 3.5 mM. Then, recom-
binant murine IL-10 (Sino Biological, China) was incubated
with a 100-fold molar excess of TFP Ester-PEG4-DBCO at room
temperature for 3 hours. As-synthesized DBCO-IL-10 was puri-
fied via Zeba spin desalting columns (Thermo Scientific, USA).
For the synthesis of MSC-NV/IL-10, MSC-NV-N; was mixed
with DBCO-IL-10 at a protein-to-protein ratio of 1000:1 and
incubated overnight at 4 °C for complete conjugation. To
remove the unbound DBCO-IL-10, the mixture was centrifuged
and washed twice with PBS.

Characterization of NVs

The morphology of MSC-NV-N; was analyzed using a cryogenic
transmission electron microscope (cryo-TEM). A 3 pL aliquot
of the sample solution was applied on a glow discharged holey
carbon grid (Quantifoil R1.2/1.3, 200 mesh Cu, USA) under
controlled conditions of 15 °C and 100% humidity inside a
Vitrobot Mark IV chamber (Thermo Fisher, USA, SNU CMCI).
The excess solution on the grid was blotted for 3 s at blotting
force level 1, and the grid was plunge frozen in liquid ethane.
The cryogenic sample was transferred to a cryo-TEM holder
(626 single tilt, USA) while maintaining a temperature of
approximately —180 °C. Cryo-TEM imaging was performed
using TEM (JEM-2100F, Japan) with a total dose of ~20 e~ A™2.
The sizes and zeta potentials of the fabricated MSC-NVs,
MSC-NV-N;, and MSC-NV/IL-10 were measured through
dynamic light scattering (DLS; Malvern, USA) after dispersing
the particles in PBS. The size and number of synthesized NVs
were also determined using ZetaView (Particle Metrix,
Germany) for nanoparticle tracking analysis (NTA). To fluores-
cently label DBCO-IL-10, thiolation was performed using
Traut’s reagent (Thermo Scientific, USA). DBCO-IL-10 was
incubated with a 10-fold molar excess of Traut’s reagent at
room temperature for 1 hour. Unreacted Traut’s reagent was
removed using Zeba spin desalting columns (Thermo
Scientific, USA). Thiolated DBCO-IL-10 was then labeled with a
20-fold molar excess of Alexa fluor 647 C, maleimide
(Invitrogen, USA) and incubated overnight at 4 °C for complete
conjugation. Excess maleimide was removed via Zeba spin
desalting columns. The fluorescently labeled DBCO-IL-10 was
subsequently conjugated to MSC-NV-N; at a protein-to-protein
ratio of 1000:1 and incubated overnight at 4 °C. Unbound
IL-10 was removed by centrifugation and washing with PBS. To
determine the cellular uptake of different NVs in HUVECsS,
100 pg mL™" NVs were stained with Vybrant DiO solution

Biomater. Sci, 2025, 13, 4447-4460 | 4449


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4bm01601g

Open Access Article. Published on 26 June 2025. Downloaded on 12/9/2025 10:45:15 AM.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Paper

(Invitrogen, USA) at 37 °C for 30 minutes. DiO-labeled NVs,
conjugated with DBCO-IL-10 or DBCO-Cy5, were then applied
on HUVECs and incubated for 6 hours. The cells were sub-
sequently observed wusing a fluorescence microscope.
Fluorescence profiles were obtained using NIS-Elements soft-
ware (Nikon).

Evaluation of in vitro pro-angiogenic and anti-apoptotic effects

The migration and proliferation assays were conducted on
1929 cells and HUVECs treated with 40 pg mL™' MSC-NVs,
MSC-NV-N3, or MSC-NV/IL-10. Proliferation was evaluated at 0,
24, and 48 hours after incubation using a CCK-8 assay kit
(EZ-Cytox, DoGenBio, Korea). To create a consistent cell-free
area for the migration assay, ScarBlock (SPL, Korea) was used.
Cells were seeded at a density of 2 x 10 cells per block and the
medium was replaced with serum-free medium containing
respective treatments. At 0, 24, and 48 hours after treatment
with NVs, the cells were washed and stained with DiO for
30 min. The cells were visualized with a fluorescence micro-
scope and the cell-free area was quantified using Image]J soft-
ware. To investigate anti-apoptotic effects, HUVECs were
treated with different NVs for 24 hours in the presence of
1 mM H,0,. For flow cytometric analysis, the cells were
double-stained with Annexin V-FITC and propidium iodide
(P1) (BioLegend, USA) following the
instructions.

manufacturer’s

Quantitative real-time PCR and RNA sequencing

A quantitative real-time polymerase chain reaction (qQRT-PCR)
was performed to evaluate the mRNA expression of various
genes. Total RNA was extracted from the cells using TRIzol
reagent (Thermo Scientific, USA). The concentration of total
RNA was determined using a NanoDrop spectrophotometer
(Thermo Fisher, USA). A ¢cDNA synthesis kit (Bioneer, Korea)
was used to synthesize cDNA from total RNA by following the
manufacturer’s instructions. Gene expressions were evaluated
using a StepOnePlus real-time PCR system (Applied
Biosystems, USA) The primers used for qRT-PCR are detailed
in Fig. S1.f For RNA sequencing, total RNA from MSCs and
Ac,;ManNAz-treated MSCs were isolated. The library was pre-
pared and sequenced on an Illumina platform (Illumina
NovaSeq X Plus PE150) through the service provided by
Novogene (Singapore).

Assessment of the immunomodulatory effect of NVs in
BMDMs and BMDCs

For evaluation of macrophage polarization, BMDMs were incu-
bated in the presence of lipopolysaccharides (LPSs, 100 ng
mL™") and interferon-gamma (IFN-y, 20 ng mL™") or in the
absence of LPS/IFN-y for 24 hours. Following the removal of
the medium, cells were treated with 40 pg mL™" of different
NVs. After 24 hours of treatment, the cells were harvested and
stained with FITC-conjugated anti-mouse F4/80, PE-conjugated
anti-mouse CD86, or APC-conjugated anti-mouse CD206 anti-
bodies (BioLegend, USA). The stained cells were analyzed
using flow cytometry and the resulting data were analyzed
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using FlowJo software. Additionally, qRT-PCR was carried out
to assess gene expressions of IL-1p, TNF-a, IL-6, and Arg-1. To
evaluate the expression of costimulatory molecules in BMDCs,
40 pg mL™' of different NVs were co-treated with LPS for
24 hours. Following incubation, the phenotypic characteristics
of DCs were analyzed by flow cytometry using FITC-conjugated
anti-mouse CD11c, APC-conjugated anti-mouse CD206, PE-
conjugated anti-mouse CD86, and APC/Cy7-conjugated anti-
mouse CD40 (BioLegend).

Animal wound model

Female C57BL/6 mice (8 weeks) were purchased from Orient
Bio (Seongnam, Korea). The mice were randomly allocated into
control, MSC-NVs, and MSC-NV/IL-10 groups and then
anesthetized using an isoflurane gas. The dorsal hairs of the
mice were shaved and sterilized, and a roundthick wound was
made on the dorsal skin of the mice using a sterile 6 mm
biopsy punch tool. Immediately, 80 pg of MSC-NVs conjugated
with 100 ng of IL-10 per treatment were topically applied to the
wound every 3 days. Following treatment, the wounds were
covered with transparent Tegaderm dressing (3M, USA). On 0,
3, 6, and 9 days of post-wounding, the wounds were photo-
graphed and measured.

Histological analysis

On day 6, wound samples from each group were used to
analyze the macrophage and dendritic cell polarization of
MSC-NV/IL-10 treatment. Mice were euthanized by CO, gas
asphyxiation and wound tissues were cut off and fixed with 4%
paraformaldehyde overnight. The sections were embedded in
paraffin and cut into 4 pm sections. For immunohistochemis-
try (IHC), the sections were blocked with 10% of goat serum
for 2 hours. Following blocking, sections were incubated with
primary antibodies; FITC-conjugated anti-mouse F4/80, FITC-
conjugated anti-mouse CD11c, Alexa 594-conjugated anti-
mouse iNOS, Alexa 547-conjugated anti-mouse CD80, and
Alexa 647-conjugated anti-mouse CD86 (BioLegend, USA), or
Alexa 647-conjugated anti-mouse CD163 antibodies (Thermo
Fisher, USA). Finally, the stained sections were counterstained
with DAPI. The images were obtained using a fluorescence
microscope. For hematoxylin and eosin (H&E) staining, the
tissues were embedded in paraffin and cut into 5 pm sections.
The sections were deparaffinized, rehydrated, and stained with
hematoxylin for nuclear visualization, followed by eosin stain-
ing to highlight cytoplasmic and extracellular components.
The stained sections were dehydrated and mounted with a per-
manent mounting solution, and images were obtained using a
light microscope.

Statistical analysis

Statistical analysis was performed using GraphPad Prism soft-
ware. The data are presented as mean + standard deviation
(SD). Values are representative of three or more independent
experiments per group. The p-values were calculated by one-
way or two-way analysis of variance with Tukey’s test. Values of
p < 0.05 were considered statistically significant.
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Results

Metabolic glycoengineering of MSCs and fabrication of
MSC-NV/IL-10 via click chemistry

To introduce azide (N3;) moieties on the cell membrane
surface, cultured MSCs were treated with 50 pM Ac,ManNAz
for 3 days. The expression of the azide functional groups on
the membranes of Ac;ManNAz-treated MSCs (MSC-N3) was ver-
ified by incubation with DBCO-Cy5. Fluorescence microscopy
observation revealed markedly enhanced Cy5 fluorescence in
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MSC-N; relative to untreated MSCs (Fig. 2A). Fluorescence
signals of DBCO-Cy5 were specifically located at the plasma
membrane of MSC-N3, demonstrating the stable expression of
azide groups on the cell membrane surface. Flow cytometry
histogram and mean fluorescence intensity (MFI) also indi-
cated that the MSC-N; exhibited an approximately 2.72-fold
increase in MFI for DBCO-Cy5 compared to unmodified MSCs
(Fig. 2B). These findings demonstrate the successful
expression of N; on the membrane surface of MSCs.
Cytotoxicity was evaluated by exposing MSCs to various
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Fig. 2 Ac4ManNAz-induced N3 expression of MSCs and characterization of NVs. (a) Fluorescence microscopy images of MSCs after treatment with
Ac4ManNAz (50 pM) for 72 h, followed by incubation of DBCO-Cy5 (red). Cell nuclei were stained with DAPI (blue). Scale bar: 10 pm. (b) Flow cyto-
metric analysis and quantification showing enhanced conjugation of DBCO-Cy5 with MSC-Ns. (c) Flow cytometric analysis and quantification
showing enhanced conjugation of DBCO-Cy5 with MSC-NV-N3. (d) Cryo-TEM images of isolated MSC-NV-Ns. (e) Size distribution and (f) zeta
potential of MSC-NVs, MSC-NV-N3, and MSC-NV/IL-10. (g) Fluorescence microscopy images (left) and fluorescence intensity profiles (right) of
HUVECs treated with MSC-NVs or MSC-NV-N3 (DiO; green). Before treatment, both MSC-NVs and MSC-NV-Ns were reacted with DBCO-IL-10
(Alexa fluor 647; red) and purified. Scale bar: 50 pm.

This journal is © The Royal Society of Chemistry 2025 Biomater. Sci., 2025, 13, 4447-4460 | 4451


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4bm01601g

Open Access Article. Published on 26 June 2025. Downloaded on 12/9/2025 10:45:15 AM.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Paper

Ac,;ManNAz concentrations (Fig. S21), and we observed that
50 pM Ac,ManNAz does not induce significant cytotoxic
effects. Next, MSC-NVs and MSC-NV-N; were fabricated by
serial extrusion. To confirm the stable exposure of the azide
functional groups on MSC-NV-N; after fabrication, DBCO-Cy5
was incubated with NVs. Flow cytometry histogram and MFI
analysis revealed that MSC-NV-N3 bound DBCO-Cy5 with a
2.64-fold higher MFI than MSC-NVs (Fig. 2C), indicating
effective preservation of azide moieties in fabricated NVs.
Cryo-TEM imaging showed that MSC-NV-N; maintained a lipid
bilayer structure with a spherical morphology (Fig. 2D),
suggesting that metabolic engineering does not affect the
exosome-like structure of fabricated NVs. Subsequently, pre-
pared DBCO-PEG,-IL-10 was conjugated to MSC-NV-Nj; to gene-
rate the final product, MSC-NV/IL-10. Following purification,
the size and zeta potential of the NVs were measured. The
mean diameter of MSC-NVs, MSC-NV-N;, and MSC-NV/IL-10
was 139.03 + 19.75, 148.03 + 17.23, and 174.6 + 5.71, respect-
ively (Fig. 2E). The zeta potential of MSC-NVs, MSC-NV-Nj3, and
MSC-NV/IL-10 was —4.11 + 0.71, —5.64 + 0.7, and —7.89 + 0.66,
respectively (Fig. 2F). The observed changes in hydrodynamic
size and zeta potential of MSC-NV/IL-10 support the successful
conjugation of DBCO-PEG,-IL-10 to MSC-NV-N; Additionally,
NTA measurement showed that the fabricated NVs exhibit a
uniform size distribution following the purification steps
(Fig. S37). The size distribution of NVs indicated that meta-
bolic labeling did not alter the structural integrity. Next, DiO-
labeled MSC-NVs and MSC-NV-N; were applied to HUVECs fol-
lowing conjugation with DBCO-Cy5 and subsequently observed
with a fluorescence microscope (Fig. S4t1). HUVECs treated
with MSC-NV-N; exhibited significantly higher Cy5 fluo-
rescence intensity (red) compared to MSC-NV-treated cells.
Furthermore, fluorescence intensity profiles revealed a high
level of co-localization between Cy5 and DiO signals in the
MSC-NV-N; group. To verify the stable conjugation of IL-10
with MSC-NV-N;, DBCO-IL-10 was fluorescently labeled with
Alexa fluor 647 via maleimide chemistry. Alexa fluor
647-labeled DBCO-IL-10 was conjugated to DiO-stained
MSC-NVs or MSC-NV-N; (MSC-NV/IL-10). Subsequent fluo-
rescence microscope observation showed the co-localization of
fluorescence signals from NVs and IL-10 in MSC-NV/IL-10
(Fig. 2G). Meanwhile, we did not observe clear fluorescence
signals from IL-10 in MSC-NVs reacted with DBCO-IL-10,
which is likely due to an absence of the N; moiety. Collectively,
these results demonstrate that DBCO-tagged IL-10 was effec-
tively conjugated to N;-displaying NVs via click chemistry.

MSC-NV/IL-10 enhances the regenerative properties of
fibroblast and endothelial cells

The angiogenic potential of MSC-NV/IL-10 was evaluated in
L929 fibroblast cells and HUVECs. Proliferation and migration
assays were carried out by incubating cells with various NVs in
serum-free medium. A scratch assay was performed to assess
the wound healing properties of 1929 cells and HUVECs
(Fig. 3A and B). The results revealed that MSC-NV/IL-10 exerted
the most prominent enhancement in cell migration in both
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L929 and HUVECS up to 48 h post-treatment. Furthermore, a
CCK-8 assay demonstrated that the MSC-NV/IL-10-treated
group exhibited a 1.92-fold increase in L929 cell proliferation
and a 2.06-fold increase in HUVEC proliferation compared to
the control group (Fig. 3C). These findings indicate that
MSC-NV/IL-10 more effectively promotes regenerative effects in
endothelial and fibroblast cells compared to other groups. In
addition, qRT-PCR analysis was carried out to compare the
mRNA expression levels of angiogenic growth factors in L929
and HUVECs 48 h post-treatment (Fig. 3D). The results
revealed that genes encoding angiogenic factors were signifi-
cantly upregulated in groups treated with NVs, as compared to
the control group. Particularly, HUVECs treated with MSC-NV/
IL-10 exhibited the most prominent upregulation of HGEF,
FGF2, and Ang-1 expression levels.

Anti-apoptotic effects of MSC-NV/IL-10

We next evaluated the anti-apoptotic effect of MSC-NV/IL-10 in
an H,0,-induced oxidative stress model in HUVECs. Cells
exposed to various NVs were double-stained with Annexin V
(FITC) and propidium iodide (PI), and the percentage of apop-
totic cells was quantified by flow cytometry (Fig. 4A). H,O,
treatment significantly increased both Annexin V-positive and
PI-positive populations, from 14.8% to 52.1% and 2.5% to
20.5%, respectively. Notably, MSC-NV/IL-10 treatment signifi-
cantly reduced the percentages of Annexin V-positive cells
(total apoptotic cells), Annexin V'/PI” (early apoptotic cells),
and Annexin V'/PI" (late apoptotic cells) relative to other
groups. This flow cytometry analysis indicates that MSC-NV/
IL-10 effectively inhibits the apoptosis in HUVECs under oxi-
dative stress conditions. Additionally, qRT-PCR was performed
to compare the relative mRNA expression of apoptosis-related
genes, Bcl-2 and Bax (Fig. 4B). The results showed that the rela-
tive expression of the anti-apoptotic gene Bcl-2 was signifi-
cantly upregulated, while the expression of the pro-apoptotic
gene Bax was downregulated in the MSC-NV/IL-10-treated
group. Collectively, these findings demonstrate the therapeutic
potential of MSC-NV/IL-10 in the suppression of apoptosis
under oxidative stress.

Effects of MSC-NV/IL-10 on macrophage polarization

To investigate the effects of MSC-NV/IL-10 on macrophage
polarization, BMDMs were co-treated with LPS/IFN-y and
various NVs for 24 h. Macrophage phenotypes were character-
ized using F4/80 as a macrophage-specific marker. The
expression of CD86, a representative marker of pro-inflamma-
tory M1 macrophages, was evaluated by flow cytometry
(Fig. 5A). The percentage of CD86-positive cells in the LPS/IFN-
y-treated group was 44.93 + 1.39%, and the population
decreased to 27.06 + 3.70% in the MSC-NV/IL-10 treated group.
There were no significant differences in the expression of
CD206, a widely used marker for identifying M2 macrophages
(Fig. S57T). Because treatment with LPS/IFN-y also promotes the
activation of the M2 marker, this result is possible due to an
excess amount of stimulating factors, which hindered the
observation of differences. Next, to compare the relative mRNA

This journal is © The Royal Society of Chemistry 2025
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expression of M1 and M2 markers in BMDMs, qRT-PCR was
performed (Fig. 5B). The mRNA expression of M1 markers
(IL-1B, TNF-a, and IL-6) was significantly downregulated, while
the M2 macrophage-specific Arg-1 marker was predominantly
upregulated following MSC-NV/IL-10 treatment. These in vitro
results demonstrate that MSC-NV/IL-10 effectively attenuates
pro-inflammatory responses in macrophages.

Induction of tolerogenic dendritic cells (tolDCs) by MSC-NV/
IL-10

We next determined whether MSC-NV/IL-10 could induce acti-
vated BMDCs to become tolerogenic dendritic cells (tolDCs).
Given that tolDCs typically exhibit low expression levels of
surface costimulatory molecules (CD80, CD86, and CD40),
which are typically upregulated during DC maturation.*
Therefore, the expression of CD80, CD86, and CD40, which are
markers for mature DCs (mDCs), was analyzed using flow cyto-
metry following treatment with different NVs (Fig. 6A). To
induce the maturation of immature DCs (imDCs) into mDCs,

This journal is © The Royal Society of Chemistry 2025

LPS was co-administered. Different groups of DCs were gated
on CD11c expression, and the population of CD86, CD80, and
CD40-positive cells was assessed and quantified (Fig. 6B).
Compared to mDCs, MSC-NV/IL-10-treated DCs exhibited a
marked reduction in these costimulatory markers, represent-
ing the semi-mature phenotype of tolDCs.

RNA-seq analysis of metabolically engineered MSCs

To explain the impact of metabolic engineering on the regen-
erative and immunomodulatory properties of MSCs, compre-
hensive RNA-seq analysis was carried out on both MSCs and
Ac,;ManNAz-treated MSC-N;. Density distribution curves of
MSCs and MSC-N; exhibited a comparable overall shape
(Fig. 7A), although MSCs displayed a slightly higher density in
the low expression range, suggesting the potential downregula-
tion of certain genes in response to Ac,ManNAz treatment. To
identify the number of differentially expressed genes (DEGs), a
Venn diagram analysis was carried out (Fig. 7B). A Venn
diagram revealed that 10 881 genes were commonly expressed

Biomater. Sci, 2025, 13, 4447-4460 | 4453
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in both groups, indicating that fundamental cellular processes
remain unaffected. A volcano plot was constructed to visualize
DEGs between MSCs and MSC-N; (Fig. 7C). It is noteworthy
that 186 genes were upregulated, while 274 genes were downre-
gulated in response to Ac;ManNAz treatment. However, stat-
istical evaluation demonstrated that although most of the gene
fold changes were minimal and did not reach significance
thresholds. Therefore, in the volcano plot, 98.14% of genes
exhibited non-significant expression in MSC-N;. Gene ontology

4454 | Biomater. Sci,, 2025, 13, 4447-4460

(GO) enrichment analysis demonstrated distinct functional
patterns, though overall expression profiles remained largely
unchanged (Fig. 7D). The functional analysis of the top 10
upregulated and downregulated genes was performed based
on GO terms (Fig. 7E). Upregulated genes implicated functions
in nuclear regulation, proteolysis, RNA binding, and energy
metabolism, while downregulated genes play roles in intra-
cellular organelles, DNA binding, and transmembrane signal-
ing receptor activity. Although partial enrichment in immune

This journal is © The Royal Society of Chemistry 2025


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4bm01601g

Open Access Article. Published on 26 June 2025. Downloaded on 12/9/2025 10:45:15 AM.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Biomaterials Science

View Article Online

Paper

a ) - b 5 607 = 80+
Control i | * -
. } { - dedede - -
(imDC) 3 40 3 60 S
%o )
40 soxk
+LPS a8 a
(mDC) O 201 O
2] © 204
(] : :
8
P 5 3 ol 3 .l
+MSC-NV —
© S 80-
2 ek
+LPS 3 601 *hk mm Control (imDC)
+MSC-NV-N, S e ER +LPS (mDC)
S 40 B3 +LPS + MSC-NV
a
+LPS O B3 +LPS + MSC-NV-N,
+MSC-NV/IL-10 P - © 20 Em +LPS + MSC-NV/IL10
/ \. r E
o

o
I

mm CD86 wwssm CDS0) wsssm CD40 mm

Fig. 6 MSC-NV/IL-10 induces tolerogenic dendritic cells (tolDCs). (a) Representative flow cytometric histograms showing the population of CD86™,
CD80*, or CD40* BMDCs upon treatment with various NVs in the presence of LPS. BMDCs were gated by CD11c. (b) Quantitative analysis of CD86™,
CD80", or CD40* population in groups of BMDCs treated with different NVs in the presence of LPS in culture medium (n = 3). p versus to +LPS
(mDC). Treatment with PBS served as a control. Data are shown as mean + SD with significance at *p < 0.05, **p < 0.01, ***p < 0.005, and ****p <

0.001.

response and RNA splicing was observed, these changes were
not statistically significant. Overall, the RNA-seq data suggest
that Ac;ManNAz treatment does not induce meaningful tran-
scriptional alterations affecting the regenerative or immuno-
modulatory functions of MSCs.

Wound healing effect of MSC-NV/IL-10 in mouse skin injury
model

To investigate the wound healing capacity of MSC-NV/IL-10
in vivo, full-thickness wound models were generated. Wound
images were captured every three days over a nine-days period
to monitor wound closure (Fig. 8A). Compared to the control
and MSC-NV-treated groups, the MSC-NV/IL-10-treated group
exhibited significantly accelerated wound healing (Fig. 8B). On
day 9, the wound area was reduced to 1.6% of the initial size,
while the control group and MSC-NV-treated group showed
28.8% and 17.5%, respectively. Histological analysis further
showed enhanced tissue regeneration and re-epithelialization
in MSC-NV/IL-10-treated group (Fig. 8C). The length of the
wound was measured for quantitative assessment of wound
healing, and the most prominent re-epithelialization was
observed in MSC-NV/IL-10-treated mice. Next, immunostaining
was performed to visualize the macrophage-specific F4/80, M1-
specific iNOS, and M2-specific CD163 markers in injured site
(Fig. 8D). Quantitative measurement of fluorescence showed
that the expression of iNOS was significantly attenuated,
whereas expressions of CD163 was higher than those of the
other groups (Fig. 8E). In addition, resident DCs in skin tissue
were assessed using DC-specific CD11c marker. Activation and
maturation of DCs were evaluated by determining the
expressions of CD80 and CD86 co-stimulatory molecules
(Fig. 8F). We observed lowest staining scores of CD80 and

This journal is © The Royal Society of Chemistry 2025

CD86 in MSC-NV/IL-10-treated group (Fig. 8G), which is in
accordance with aforementioned in vitro result showing the
tolDC-inducing properties of MSC-NV/IL-10. These results col-
lectively indicate that MSC-NV/IL-10 treatment reduces pro-
inflammatory M1 macrophage while promoting tissue-regen-
erative M2 macrophages and tolDC at the wound site.

Discussion

The potential of MSC-derived EVs for disease diagnosis and
tissue repair has been extensively investigated.*®*” Previous
studies have suggested that overexpression of IL-10 in MSCs or
the encapsulation of IL-10 within MSC-EVs enhances neuro-
protective and anti-inflammatory effects.*®*° Moreover, co-
treatment with MSC-EVs and IL-10 has been shown to improve
IL-10 stability and facilitate targeted delivery to the injury sites,
promoting remarkable M2 macrophage polarization.”**°
However, conventional methods of IL-10 delivery present
several challenges, including low efficiency, potential cyto-
toxicity, and inconsistent outcomes due to rapid degradation
and difficulties in precise tissue targeting.*"** To overcome
these limitations while preserving the inherent therapeutic
characteristics of MSCs, we incorporated IL-10 into MSC-
derived exosome-mimetic NVs via bio-orthogonal click chem-
istry. Ac,ManNAz, a metabolic precursor for click chemistry,
enables surface labeling of the cell membrane without interfer-
ing with internal cellular processes.** Consistent with this, our
RNA-seq analysis confirmed that metabolic labeling did not
induce significant genetic alterations in MSCs, although
specific genes exhibited minor expression changes, these
differences were not statistically significant.** These RNA-seq

Biomater. Sci, 2025, 13, 4447-4460 | 4455
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results emphasize the safety and non-disruptive characteristics
of metabolic engineering, particularly when compared with
other MSC-stimulating conditions, such as 3D culture, which
are known to induce genetic modifications.*>*® The bio-
orthogonal reaction thus provides a highly specific and con-

4456 | Biomater. Sci, 2025, 13, 4447-4460

trolled labeling approach, without interfering with critical cel-
lular processes, including wound healing and anti-inflamma-
tory modulation of MSCs.*”"*®* MSC-NVs were engineered to
express azide (N3) groups on their surface, while IL-10 was
modified with DBCO, enabling highly specific conjugation via

This journal is © The Royal Society of Chemistry 2025
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click chemistry. Owing to the lipid bilayer structure of
MSC-NVs, IL-10 cannot spontaneously diffuse across the mem-
brane due to the physical separation between the inner and
outer membranes, making intravesicular localization highly
unlikely. Accordingly, fluorescence imaging of MSC-NV/IL-10
demonstrates that IL-10 is exclusively localized on the external
surface of the vesicles.

Compared with naturally secreted exosomes, MSC-NV/IL-10
offers significant advantages in terms of large-scale pro-
duction, consistent quality, and targeted delivery, while main-
taining stability.**° It is well established that intravenously
administered MSC-EVs tend to accumulate in the liver due to
uptake by the mononuclear phagocyte system.’' Similarly,
IL-10 binds to IL-10 receptor (IL-10R)-expressing immune cells
in inflamed tissues or specific tumor cells.”> However, its
rapid clearance remains a major limitation. While various
nanocarriers have been developed for the precise and efficient
delivery of proteins and cytokines,**** our MSC-NV/IL10 con-
jugation approach enhances the therapeutic potential of
protein-based treatments and improves immunotherapy.

Consistent with recent comprehensive studies,”>® our find-
ings support the regenerative and immunomodulatory poten-
tial of MSC-NVs in skin wound healing, while IL-10 augments
both angiogenesis and immune modulation. Although IL-10 is
traditionally recognized for its immunosuppressive properties,
it also promotes angiogenesis by upregulating the expression
of angiogenesis-related factors such as vascular endothelial
growth factor (VEGF), fibroblast growth factor (FGF), and
angiopoietin-1 (Ang-1)*"">° and facilitating scar-free healing by
modulating immune response.®® Mechanistically, IL-10
enhances the immunomodulatory function by binding to its
receptor on immune cells, subsequently activating the
JAK-STAT3 signaling pathway.®"®* This signaling cascade sup-
presses pro-inflammatory NF-xB activity and upregulation of
anti-inflammatory mediators, which promote M2 macrophage
polarization.®® While MSC-NVs exert immunoregulatory poten-
tial, the functionalization with IL-10 provides a more robust
polarization toward the M2 phenotype. In addition, IL-10 leads
to enhanced secretion of pro-angiogenic factors such as VEGF
and matrix metalloproteinases (MMPs), supporting extracellu-
lar matrix remodeling and endothelial cell migration.®
Notably, IL-10 treatment during the early inflammatory phase
did not interfere with tissue regeneration. Instead, it acceler-
ated wound closure and promoted a shift toward a pro-regen-
erative immune response.®*® Given that all NV groups were
treated with equal concentrations, the enhanced effects
observed in the MSC-NV/IL-10 group can be attributed to the
functional properties of IL-10 or synergistically interact with
intrinsic MSC-NV components. Consequently, MSC-NV/IL-10
exhibited a substantial effect on cell migration and prolifer-
ation, as further supported by our qPCR results showing elev-
ated mRNA expression levels of several angiogenesis.
Nonetheless, despite the pro-angiogenic effects of IL-10, its
primary role remains immune modulation.*® Indeed, some
angiogenesis-related matrices in the MSC-NV/IL-10 group were
comparable to those observed in non-engineered MSC-NVs. In
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contrast, immunomodulatory assays revealed that MSC-NV/
IL-10 exerted significantly stronger anti-inflammatory effects
and induced a higher proportion of tolDC compared to
MSC-NVs without IL-10 functionalization.

In addition to their angiogenic and immunomodulatory
properties, MSC-NVs exert protective effects by modulating oxi-
dative stress, suppressing pro-apoptotic signaling, and enhan-
cing cell survival pathways. MSC-NVs transport a diverse range
of miRNAs, IncRNAs, and circRNAs, that regulate the
expression of apoptosis-related genes such as caspase-8/-9/-3/-
7.% Moreover, IL-10 has been reported to enhance cell survival
under oxidative stress by activating ERK1/2 signaling through
tyrosine phosphorylation.®®  Collectively, treatment with
MSC-NV/IL-10 significantly enhanced the anti-apoptotic effects
in HUVECs under oxidative stress. Furthermore, our in vivo
investigations confirmed the therapeutic efficacy of MSC-NV/
IL-10. In the wound model, groups treated with MSC-NV/IL-10
exhibited markedly accelerated wound closure. Additionally,
immunofluorescence staining demonstrated a significant
reduction in the infiltration of pro-inflammatory
M1 macrophages, with an increased presence of anti-inflam-
matory M2 macrophages and tolDCs at the wound site. These
findings suggest that the conjugation of MSC-NVs with IL-10
provides complementary therapeutic effects by integrating
regenerative and immunomodulatory functions. Importantly,
these therapeutic effects were suggested through topical
administration of MSC-NV/IL-10 directly to the wound site.
Topical delivery enables localized absorption of MSC-NV/IL-10
through the damaged skin barrier, enhancing targeted activity
while minimizing systemic distribution. Previous studies have
demonstrated that topically applied exosomes and EVs exhibit
local retention and bioactivity within the wound tissue.
Furthermore, topically delivered EVs were rapidly internalized
into wound tissue without significant off-target effects.®”"°®
This localized approach enables to maximization of thera-
peutic efficacy while reducing potential systemic side effects.
Given the inherent advantages of MSC-derived EVs,*® our
suggested MSC-NV/IL-10 represents a promising strategy for
applications in regenerative medicine and immunotherapy.

Conclusion

In this study, we demonstrated the effective labeling of
MSC-NVs with the immunomodulatory cytokine IL-10 via bio-
orthogonal click chemistry. Metabolic glycoengineering of
MSCs resulted in the expression of an azide functional group
on the plasma membrane of MSCs, and these moieties were
stably transferred to fabricated NVs. The azide-displaying NVs
were efficiently conjugated with DBCO-tagged IL-10 via click
chemistry. In vitro, the as-synthesized MSC-NV/IL-10 exerted
outstanding regenerative effects in fibroblast and endothelial
cells and effectively promoted anti-inflammatory responses in
both macrophages and DCs. Furthermore, RNA-seq of MSCs
and MSC-N; revealed that metabolic engineering does not
alter the cellular pathways involved in the regenerative or

This journal is © The Royal Society of Chemistry 2025
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immunomodulatory role of MSCs. Importantly, in vivo investi-
gations demonstrated accelerated wound healing, enhanced
tissue regeneration, and reduced inflammatory responses in
mouse wound models treated with MSC-NV/IL-10. These
results collectively emphasize the feasibility of metabolic
engineering, particularly in MSC- or MSC-NV-based tissue
engineering and regenerative medicine.
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