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Chemodynamic therapy (CDT) could have a significant potential for advancing cancer treatment via the

utilization of Fenton and Fenton-like reactions, which produce toxic reactive species. Nonetheless, the

efficacy of CDT is constrained by the limited availability of catalyst ions capable of decomposing pre-

existing intracellular H2O2 and generating reactive oxygen species (ROS) necessary to achieve a thera-

peutic response. To address these limitations, a tailored strategy has been developed to enhance the

efficacy of Fenton-like reactions to eradicate selectively cancer cells. This innovative approach involves

the utilization of dual metal cations (Zn2+, Fe2+) within zinc nitroprusside (ZnNP) material. Remarkably, this

method takes advantage of the acidic conditions prevalent in tumors, thus eliminating the need for exter-

nal stimuli. Through these advancements, the tailored approach exhibits the potential to specifically target

and eliminate cancer cells, overcoming the mentioned limitations. A simple mixing technique was utilized

to synthesize ZnNP, which was structurally and morphologically characterized. Furthermore, extensive

in vitro investigations were conducted to assess its anti-tumoral mechanism of action. ZnNP exhibits a

remarkable capability to increase intracellular H2O2 within cells. This process leads to the generation of

various reactive species, including hydroxyl (•OH) and superoxide (O2
•−) radicals, and peroxynitrite

(ONOO−), which act as apoptotic inducers specifically targeting cancer cells. Cellular uptake studies have

shown that ZnNP enters the lysosomes, evades degradation, and takes advantage of their acidic pH

environment to significantly increase the production of ROS. These findings are further supported by the

activation of multiple oxidative genes. Furthermore, the biocompatibility of ZnNP has been demonstrated

in ex vivo models using healthy liver cells. Notably, ZnNP exhibited therapeutic effectiveness in high-

grade serous ovarian cancer (HGSOC) patient-derived tumor organoids (PDTO), further confirming its

potential as a therapeutic agent. The present study highlights the therapeutic potential of ZnNP as a gen-

erator of multiple ROS via a Fenton-like reaction. This research offers a promising therapeutic approach

for CDT application in combatting HGSOC, a highly aggressive and life-threatening cancer.

Introduction

CDT is considered one of the most effective therapeutic
approaches to eradicate cancer cells with negligible side
effects caused by Fenton/Fenton-like reactions.1 In general,
this approach employs metal cations (such as Fe2+, Cu2+,
Mn2+, and Ag+) to dissociate endogenous hydrogen peroxide
(H2O2) and generate toxic radicals including hydroxyl (•OH)
and superoxide (O2

•−) radicals.2 This occurs because tumor
cells exhibit higher levels of endogenous H2O2 due to their
abnormal metabolic activity. As a result, this approach proves
to be more potent in targeting tumor cells without causing sig-
nificant toxic effects in non-tumoral cells,3 unlike traditional
chemotherapeutics.4 Although endogenous H2O2 levels are
generally higher in cancer cells, there is a need to integrate
additional H2O2 functionality into the nanocatalytic system to
enhance effectiveness.5–7 To achieve this goal, many studies
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have been reported to effectively treat various types of cancer.
These reports demonstrate the successful utilization of CDT
either individually or in conjunction with other therapeutic
approaches such as chemodynamic, photodynamic, sonody-
namic, and radiation therapies. The combined utilization of
these modalities has shown promising results, leading to
favourable clinical outcomes.8–11 Besides, a combination
therapy of various inorganic materials has been used such as
silver (Ag),12 iron (Fe),13 cobalt (Co),14 palladium (Pd)15 and
copper (Cu)16 to achieve CDT. Ions like Fe2+, Mg2+, and Zn2+

exhibit diverse functions within the body. Apart from acting as
intracellular messengers, they also contribute to the processes
of tumor growth, invasion, and metastasis.17 Interestingly,
even a slight increase in Zn-ion concentrations proves ben-
eficial in countering the rise of ROS.18 To evade the antitumor
activity, cancer cells potentially suppress the expression of zinc
transported proteins. The elevation of Zn2+ levels simul-
taneously increases the ROS levels and causes damage to the
cancer cells. For instance, recently, Li et al. prepared Zn-doped
Cu nanoparticles that dissolve Zn2+ and Cu+ ions in the acidic
tumor microenvironment to produce ROS species from
endogenous H2O2 via Fenton-like reactions.19 In another
report, Yu et al. prepared ZnO2@Au@ZIF-67 nanoparticles to
merge CDT with starvation therapy. This system overcomes the
low level of endogenous H2O2 to achieve satisfactory CDT out-
comes to generate more toxic ROS species.20 Bu et al., devel-
oped ZnO2@PEG NPs to rapidly release Zn ions and H2O2

facilitated by the mild acidity and low catalase activity. This
subsequently initiates enhanced Fenton/Fenton-like reactions,
utilizing the inherent Fe, to generate hydroxyl radicals.
Additionally, the release of Zn ions contributes to an effective
therapy.21 However, these systems require complicated syn-
thesis procedures and only produce single ROS to achieve
CDT; therefore, there is an utmost need to develop alternative
systems that have double metal cations to initiate a Fenton
reaction with the potential to produce other toxic compounds
like peroxynitrite (ONOO−) as an apoptotic inducer.22

ONOO− is an another type of nitrogen based reactive
species (RNOS) that acts as an apoptotic inducer. ONOO− is
predominantly produced at tumoral sites through the reaction
between nitric oxide (NO) and the superoxide anion (O2

•−) and
it exhibits a higher concentration at tumoral sites compared to
non-tumoral cells.22 In comparison to other free radicals such
as NO and •OH, these radicals exhibit even higher toxicity,
capable of readily causing damage to DNA, proteins, and
lipids.23,24 In addition, they possess the ability to destroy the
compact extracellular matrices (ECM) found within solid
tumors, which frequently impede the effective diffusion of
antitumoral drugs.25 Usually, NO delivery system is required to
produce ONOO− at tumoral sites. These NO delivery systems
encounter similar challenges as conventional delivery systems
(need complex synthesis procedures and unnecessary
cargo).14,26 Nonetheless, there might exist an alternative
system capable of generating ONOO− without relying on exter-
nal stimulation or delivery-based mechanisms in conjunction
with CDT-based systems. Recently, our group demonstrated an

alternative system based on Fe2+ and Ag+ metals to enhance
CDT efficacy without requiring external stimuli.27,28 However,
the potential application of Zn-based materials to enhance
CDT without external stimuli and sophisticated synthesis pro-
cedures remains unexplored.

In this study, we are proposing biocompatible zinc nitro-
prusside (ZnNP) as a CDT agent with dual Fenton initiator
metal cations (Zn2+ and Fe2+) as well as a peroxynitrite genera-
tor. We have successfully synthesized ZnNP by using FDA-
approved sodium nitroprusside as a precursor, achieving the
desired mixture through a simple procedure in solution. The
zinc nitroprusside compound has naturally occurring NO
species in its structure with dual metal cations (Zn2+, Fe2+).
This system aims to enhance CDT in combination with peroxy-
nitrite-based therapeutic systems. It not only surpasses the
existing limitation of complex synthesis procedures but also
attains synergistic therapeutic effects simultaneously through
multiple ROS species generation. ZnNP exhibits a mixed size
distribution (below 500 nm can be seen in SEM and TEM
images), which can enhance tissue distribution and biological
barrier permeation, often beneficial for in vivo applications as
we have already shown in similar materials.27–29 Different
in vitro and ex vivo experiments confirmed the results, demon-
strating the compatibility of ZnNP in non-tumoral cells while
exhibiting significant toxicity towards tumoral cells. Moreover,
ZnNP exhibited a higher capacity for decomposing endogen-
ous H2O2. Additionally, ZnNP showed toxicity towards patient-
derived tumor organoids (PDTO) while showing biocompatibil-
ity towards healthy liver organoids. Therefore, our study pro-
posed a novel approach to enhance the therapeutic efficacy of
CDT.

Experimental section
Materials and methods

Zinc(II) chloride (ZnCl2), sodium nitroprusside dihydrate
(Na2[Fe(CN)5NO]·2H2O, SNP, ≥99%), and anhydrous methanol
(99.8%) were acquired from Sigma-Aldrich, St Louis, MO, USA.
A purifying Millipore Milli-Q Biocel A10 water system was used
to prepare ultrapure water for the experiments. A2780,
A2780cis, SK-OV-3, MCF-7 and ID8 (generously provided by
Gustavo Baldassarre, CRO Aviano), MDA-MB-231 (Cell Biolabs,
CA, USA), and MRC-5 (ATCC, Manassas, VA, USA) were used.
LysoTracker Green DND-26, Hoechst 33342, and rhodamine B
were obtained from ThermoFisher Scientific, Waltham, MA,
USA. CellTiter-Glo® from Promega, Madison, WI, USA, and
PE-Annexin V apoptosis detection kit from Becton-Dickinson,
Franklin Lakes, NJ, USA were used. ROS-Glo™ H2O2 lumine-
scence kit bought from Promega, Madison, WI, USA and
FluorSave™ reagent (catalog no.: 345789; Millipore:
Burlington, MA, USA) were used.

Instrumentation

The structures of the ZnNP samples were analyzed using a
field-emission scanning electron microscope (FE-SEM, Carl
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Zeiss Sigma VP, Jena, Germany) and transmission electron
microscope (TEM, JEM-2100, JEOL, Tokyo, Japan). An energy-
dispersive X-ray spectroscopy (EDS) analyzer (INCAx-sight7421,
Oxford Instruments, UK) equipped with the FE-SEM instru-
ment was used to determine the atomic percentage of the
elements present in ZnNP. The crystal structure of ZnNP was
analysed with an X-ray powder diffractometer (XRD, Philips,
X’pert, Netherland) with Cu Kα radiation (λ = 1.5406 Å). A
Fourier transform infrared (FTIR) spectrophotometer (MIDAC,
M4000, Westfield, MA, USA) was employed to acquire chemical
functional groups in ZnNP. The Raman shift was monitored
using a Raman spectrophotometer (Horiba Scientific, Xplora
Plus, France) operated at 532 nm. X-ray photoelectron spec-
troscopy (XPS, Thermo Scientific™ K-Alpha, ThermoFisher
Scientific, Waltham, MA, USA) was employed to analyze the
chemical composition, bonding characteristics and oxidation
states of ZnNP. To acquire the optical absorption spectra of the
samples, a UV-visible spectrophotometer (UV-VIS-31 Scan,
ONDA, Modena, Italy) was employed. To evaluate IC50 values, a
Tecan Infinite M1000 (Tecan, Mannedorf, Switzerland) lumine-
scence measurement system was used. AnnexinV was assessed
with a BD FACS CantoII instrument (BD Biosciences, San Jose,
CA, USA). Fluorescence images were acquired on a Leica
DM5500B with an X-Cite 120 PC Q lamp. The chemilumines-
cent signal was acquired with a chemiluminescent gel imaging
system (ChemiDoc™ Touch Imaging System, Bio-Rad,
Hercules, CA, USA) and analyzed using Image Lab Software
(Bio-Rad).

Synthesis of ZnNP

ZnNP was synthesized by mixing 0.2 M ZnCl2 solution (40 mL)
with 0.2 M sodium nitroprusside (SNP) solution in methanol
(40 mL). Then, the mixed solution was stirred overnight at
70 °C. Following the reaction’s completion, the reaction
mixture was allowed to cool at room temperature (RT).
Afterwards, the precipitates of ZnNP were obtained by centrifu-
ging the mixture at a speed of 12 000 rpm for 30 minutes.
Then they were washed with methanol and dried at 40 °C for
12 h in a vacuum oven. The chemical reaction for the synthesis
of ZnNP can be explained by the following straightforward sub-
stitution reaction.

ZnCl2 þ Na2½FeðCNÞ5NO� ! Zn½FeðCNÞ5NO� þ 2NaCl

Cell culture

The ovarian cancer cell lines (A2780, A2780cis, SK-OV-3) were
cultured in RPMI-1640 (Gibco, Waltham, MA, USA) sup-
plemented with penicillin–streptomycin antibiotics (10 000 U
ml−1, Gibco, Waltham, MA, USA) and 10% fetal bovine serum
(Gibco, Waltham, MA, USA). ID8 was cultured in Dulbecco’s
modified Eagle’s medium (DMEM) with 4.5 g L−1 glucose
(Gibco, Waltham, MA, USA) supplemented with penicillin–
streptomycin antibiotics (10 000 U ml−1, Gibco, Waltham, MA,
USA), 4% fetal bovine serum (Gibco, Waltham, MA, USA), 1 mM
sodium pyruvate (100 mM, Gibco, Waltham, MA, USA), 1 mM
sodium bicarbonate (7.5%, Gibco, Waltham, MA, USA), 5 μg

mL−1 insulin, 5 μg mL−1 transferrin and 5 ng mL−1 sodium
selenite (100× ITS, Sigma-Aldrich St Louis, MO, USA). Breast
cancer cell lines (MDA-MB-231 and MCF-7) were cultured in
Dulbecco’s modified Eagle’s medium (DMEM) with 4.5 g L−1

glucose (Gibco, Waltham, MA, USA) supplemented with penicil-
lin–streptomycin antibiotics (10 000 U ml−1, Gibco, Waltham,
MA, USA) 10% fetal bovine serum (Gibco, Waltham, MA, USA),
and 1× MEM non-essential amino acid solution (100×, Gibco,
Waltham, MA, USA). Non-tumoral lung fibroblast MRC-5 was
cultured in minimum essential medium (MEM) (Gibco,
Waltham, MA, USA) supplemented with penicillin–streptomycin
antibiotics (10 000 U ml−1, Gibco, Waltham, MA, USA) and 10%
fetal bovine serum (Gibco, Waltham, MA, USA), 1 mM sodium
pyruvate (100 mM, Gibco, Waltham, MA, USA), 1 mM sodium
bicarbonate (7.5%, Gibco, Waltham, MA, USA) and 1× MEM
non-essential amino acid solution (100×, Gibco, Waltham, MA,
USA). Cells were cultured in a CO2 incubator set at 37 °C with
5% CO2 and were passaged every 2–3 days using 0.25% trypsin–
EDTA with phenol red (Gibco, Waltham, MA, USA).

In vitro cytotoxicity assay

For cytotoxicity assay, ovarian cancer (A2780, A2780cis, ID8,
and SK-OV-3) and breast cancer (MDA-MB-231 and MCF-7) cell
lines were seeded in 96-well plates at a density of 1 × 103 and
MRC-5 8 × 103 cells per well and treated with six different con-
centrations (0.001, 0.01, 0.1, 1, 10 and 100 μg) of zinc nitro-
prusside (ZnNP) and its precursors zinc chloride (ZnCl2) and
sodium nitroprusside (SNP). Cell viability was assessed after
96 h using the CellTiter-Glo® assay system following the man-
ufacturer’s instructions (Promega, Madison, WI, USA).
Luminescence was measured on a Tecan M1000 instrument.
Experiments were conducted in triplicates and IC50 values
were calculated from the non-linear regression method using
GraphPad prism 8 software.

Flow cytometry assay

A2780 cells were seeded at a density of 2 × 105 in 6-well plates
as recommended by the supplier for specified time points. For
subsequent treatments, the cells were rinsed with PBS, then
collected and labelled with a PE-Annexin V apoptosis detection
kit from Becton-Dickinson, Franklin Lakes, NJ, USA. Following
labelling, cells were incubated at RT for 15 min in the dark.
Afterwards, samples were analyzed using a BD Canto II flow
cytometer and BD FACS DIVA software.

Intracellular localization

A2780 cells were cultured at a density of 2 × 105 cells per mL in
a 6-well plate with a glass coverslip for 24 h. Later, 30 µg ml−1

rhodamine B was used to label 25 µg ml−1 ZnNP to treat cells
for 6 and 24 h. Following this, the cells were washed with PBS
two times and incubated with 200 nM Lysotracker™Green
DND-26 (ThermoFisher Scientific, Waltham, MA, USA) for lyso-
somes and 200 ng ml−1 Hoechst 33342 for nuclear staining,
respectively. Later, 4% paraformaldehyde was utilized to fix
cells for 20 minutes, followed by mounting the coverslip using
Fluorsave mounting media (Merck Millipore, Burlington, MA,
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USA) for cellular imaging. The internalization of ZnNP was
assessed using a fluorescence microscope with appropriate
filters. Images were analysed using ImageJ and JacoP plugins.
Correlation was calculated by using ImageJ by selecting cells
randomly (i.e., 25 cells).

H2O2 level quantification

For H2O2 level quantification, A2780 and ID8 cells were seeded
in 96-well plates at a density of 1 × 104 per well and incubated
at 37 °C for 24 h. Subsequently, the cells were treated with
50 µg ml−1 ZnNP, ZnCl2, SNP and cisplatin (CisPt) (3 µg ml−1:
10 μM) at two different time points (24 and 48 h). Afterwards,
the intracellular ROS H2O2 level was assessed by the
ROS-Glo™ H2O2 luminescence assay (Promega, Madison, WI,
USA) using a Tecan M1000 instrument following the manufac-
turer’s guidelines.

Intracellular peroxynitrite (ONOO−) detection

To determine peroxynitrite levels, A2780 and MRC-5 (4 × 104)
cells were plated in 96-well plates and treated with 50 μg
ml−1 ZnNP and CisPt (3 µg ml−1: 10 μM) for 24 h. Afterwards,
the cells were stained with a DAX-J2 PON Green Cell
Meter fluorimetric peroxynitrite assay kit (AAT Bioquest,
Sunnyvale, CA, USA) at 37 °C for 2 h in the dark, following
the manufacturer’s guidelines. After 2 h of staining, ONOO−

levels were quantitatively assessed by measuring fluo-
rescence intensity at an excitation/emission wavelength of
490/530 nm, respectively.

Cytochrome c release test

A2780 and ID8 cells were cultured on coverslips at a density of
2 × 105 cells per mL, after 24 h the cells were subjected to treat-
ment with ZnNP (50 μg ml−1) and CisPt (3 µg ml−1: 10 μM) for
6, 24 and 48 h. After each time point, cells were fixed using 4%
paraformaldehyde for 20 min at RT. Then, the cells were per-
meabilized using 0.3% Triton X-100/PBS and subsequently
blocked with 8% BSA/PBS (1 h, RT). Next, a mouse monoclonal
antibody cytochrome c (6H2·B4) antibody (1 : 100 dilution in
1% BSA/PBS used to stain cells, at 4 °C, overnight) acquired
from Cell Signaling Technology (catalog no.: 12963; Danvers,
MA, USA) was utilized, followed by secondary antibody staining
(1 : 1000 dilution, Alexa Fluor® 488 dye) for 2 h at room temp-
erature. To stain the nucleus, cells were stained with DAPI at a
concentration of 1 mg mL−1 (diluted 1 : 10 000 in PBS, RT,
1 min) and then rinsed with PBS three times. Subsequently,
coverslips were mounted with FluorSave™ reagent (catalog
no.: 345789; Millipore: Burlington, MA, USA) and images were
obtained using a Leica DM5500B fluorescence microscope
with an X-Cite 120 PC Q lamp and analysed using ImageJ
software.

Western blot assay

A2780 and ID8 cell lines were harvested and lysed using the
radioimmunoprecipitation (RIPA) buffer containing protease
(Complete Cocktail, Roche, Basel, Switzerland) and phospha-
tase (sodium fluoride (5 mM) and sodium orthovanadate

(2 mM)) inhibitors through vigorous sonication in an ice bath.
The Bradford protein assay was employed to quantify the
protein concentration. 20 μg proteins were subjected to
SDS-PAGE and subsequently transferred onto a nitrocellulose
membrane. Following the transfer, the membranes were
blocked using 5% (wt/vol) non-fat milk for 20 min at RT.
Subsequently, the membranes were washed with Tris-buffered
saline with Tween-20 (TBST) and incubated with primary anti-
bodies overnight. The primary antibodies used included: anti-
HO-1 (catalog no.: 10701-1-AP, dilution 1 : 1000, ProteinTech
Group, Planegg-Martinsried, Germany), Vinculin (catalog no.:
sc7649, dilution 1 : 5000, Santa Cruz Biotechnology, Dallas,
TX, USA), and then incubated with horseradish peroxidase-
conjugated secondary antibodies (goat anti-rabbit immuno-
globulin G, catalog no.: 31462, ThermoFisher Scientific,
Waltham, MA, USA), (goat anti-mouse immunoglobulin G,
catalog no.: 31432, ThermoFisher Scientific, Waltham, MA,
USA), (mouse anti-goat immunoglobulin G, catalog no.: 31400,
ThermoFisher Scientific, Waltham, MA, USA) at 1 : 10 000
dilutions. The signals from the immunoblot were generated
utilizing a Liteablot chemiluminescent substrate kit (catalog
no.: EMP013001, Euroclone, Milan, Italy). The chemilumines-
cent signal was detected using a chemiluminescent gel
imaging system (ChemiDoc™ Touch Imaging System, Bio-Rad,
Hercules, CA, USA) and examined with Image Lab Software
(Bio-Rad).

Organoid isolation and subculture

Mouse liver organoids were cultured from 8-week-old C57/BL6
using the protocol outlined by Stappenbeck et al.30,31

Organoids were produced from mouse liver post-mortem. All
animal procedures were performed in accordance with the
Guidelines for Care and Use of Laboratory Animals of
“National Cancer Institute of Aviano” and approved by the
Animal Ethics Committee of Italian Ministry of Health, 148/
2016-PR. Briefly, liver tissues were digested with 2 mg ml−1 col-
lagenase for 30 minutes, centrifuged at 1500 rpm for
5 minutes, and the resulting pellet was then resuspended in
Cultrex growth factor-reduced basement membrane extract
(BME), type 2 (R&D systems catalog no.: 3533-001-02, Milan,
Italy) and cultured in 24 well plates. Following hydrogel solidi-
fication, 450 μl of organoid medium was added. Patient-
derived tumour organoids (PDTO) were acquired from ovarian
cancer patients. Tissues were processed and cultured accord-
ing to the protocol outlined by Scattolin et al.32 For research
purposes, informed consent for the biobank sample collection
was obtained at Aviano’s National Cancer Institute (CRO).

Toxicity test on mouse liver organoids and PDTO

Organoids were seeded in a 96-well plate to assess the toxicity
and treated with ZnNP, ZnCl2, and SNP ranging from 100 μg
ml−1 to 0.034 μg ml−1 for 96 h. As a positive control, we used
CisPt in concentrations from 30 μg ml−1 (100 μM) to 0.009 μg
ml−1 (0.03 μM). After 96 h, organoid viability was assessed
using the CellTiter-Glo® 3D luminescence assay (Promega,
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Madison, WI, USA) with a Tecan M1000 instrument (Tecan,
Mannedorf, Switzerland).

Histopathological analysis of HGSOC PDTO

For histopathological analysis, formalin-fixed paraffin-
embedded sections of tumour organoids were used. After
culture, organoids were collected and fixed in 10% phosphate-
buffered formalin before being embedded in paraffin using
the Micro NextGen Cell Blocking™ kit (cat no.: M20; AV
Bioinnovation) according to the manufacturer’s instructions.
By using a Leica ST5020 multistainer, 5 μm sections were
stained with hematoxylin and eosin (H&E) and 2 μm sections
were cut for immunohistochemistry (IHC) staining. Antigen
retrieval was performed using the heat induction protocol and

UltraVision LP detection system HRP DAB kit (ThermoFisher
Scientific, Waltham, MA, USA) was employed to conduct IHC.
The following antibodies were used to characterize PDTO and
parental tumours: PAX8 (catalog no.: 10336-1-AP, dilution
1 : 400, ProteinTech Group, Planegg-Martinsried, Germany),
CA125 (catalog no.: sc-52095, dilution 1 : 100, Santa Cruz
Biotechnology, Dallas, TX, USA) and WT1 (catalog no.:
ab89901, dilution 1 : 300, Abcam, Cambridge, UK).
Immunohistochemistry images were obtained using a light
microscope with different magnifications.

Statistical analysis

The data presented here represent the average values from two
independent experiments, each conducted in triplicate.

Fig. 1 (a) XRD pattern of as-synthesized ZnNP together with the simulated XRD pattern. (b) The crystal structure of ZnNP. (c) Raman and (d) FTIR
spectra of ZnNP. (e–i) High-resolution XPS spectra of Zn 2p, Fe 2p, O 1s, C 1s, and N 1s, respectively (the line and the shaded area indicate the
experimental and fitted data, respectively).
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Statistical analysis was performed using a two-tailed t-test with
GraphPad Prism 8 software, and a p-value of <0.05 was con-
sidered significant.

Results and discussion
Structural analysis

XRD was employed to confirm the successful synthesis of
ZnNP and its crystal phase. It is well known that ZnNP can
form a hexagonal trihydrate phase and an orthorhombic dihy-
drate phase with the space group of R̄3 and Pnma, respect-
ively.33 The XRD pattern of our synthesized ZnNP well
matched with the simulated XRD pattern of the orthorhombic
(Pnma) dihydrate phase (Fig. 1a).34,35 The high-intensity major
peaks of ZnNP located at 2θ = 17.0°, 17.50°, 19.57°, 23.80°,

32.20°, and 36.65° can be ascribed to the hkl reflections of the
(002), (210), (211), (020), (321), and (421) planes, respectively,
of the orthorhombic crystal system (Fig. 1b), in agreement
with the literature.34,35 The sharp and intense XRD peaks and
the non-appearance of the additional peak show the purity
and high crystallinity of the as-synthesized ZnNP.

The crystallinity and the compositions of the ZnNP were
analyzed further with Raman spectroscopic measurement, and
the corresponding Raman spectrum is shown in Fig. 1c. The
isolated Raman bands of the CN group appear in the range of
2000–2250 cm−1. In particular, the sharp and high-intensity
band at 2205 cm−1 can be ascribed to the stretching vibration
of the CN group, as similarly observed for ZnNP and other
nitroprussides.35,36 The isolated Raman bands of NO and CN
groups were observed between 200 and 700 cm−1. The peaks at
250, 495, and 656 cm−1 can be attributed to the Fe–C–N–Fe

Fig. 2 (a and b) FE-SEM images, (c and d) HR-TEM images, and (e) EDS spectra of ZnNP (inset table shows the elemental weight (%) and atomic
(%)).
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bands, whereas the peak at 656 cm−1 can also be assigned to
the Fe-NO vibration band, consistent with the reported
literature.35,36 Fig. 1d displays the FTIR spectrum of ZnNP,
which revealed the presence of strong NO and CN vibrations at
1960 cm−1 and 2185 cm−1, respectively. The further strong
absorption band in the range of 3000–3200 cm−1 and at
1609 cm−1 can be assigned to the O–H stretching band and
deformational scissor vibrations of water (H–O–H), respect-
ively, originating from the crystalline water in ZnNP.35,36

XPS was used to analyze the chemical functional groups
and oxidation states of elements in ZnNP. Fig. S1† shows the
survey XPS spectra of ZnNP, which revealed the presence of
peaks of all the elements (Zn 2p, Fe 2p, C 1s, N 1s, and O 1s)
in ZnNP with their corresponding binding energies.36,37 Fig. 1
(e–i) shows the experimental and fitted high-resolution XPS
spectra of Zn 2p, Fe 2p, O 1s, C 1s, and N 1s, respectively, in
ZnNP. The deconvoluted core-level Zn 2p spectrum showed
spin–orbital doublet peaks of Zn 2p3/2 and Zn 2p1/2 at 1021
and 1044 eV, respectively, without any additional peaks. The
23 eV binding energy separation between these peaks suggests
the +2 oxidation state of Zn in ZnNP, consistent with the
reported literature.37,38 The deconvoluted core-level Fe 2p spec-
trum showed spin–orbit doublet peaks of Fe 2p3/2 and Fe 2p1/2
with low and high spin. The high-intensity low spin Fe 2p3/2
and Fe 2p1/2 peaks were positioned at 710.10 and 723.0 eV,
respectively, which originated from the Fe2+ species in

ZnNP.36,39 The low-intensity high spin Fe 2p3/2 and Fe 2p1/2
peaks were located at 707.70 and 720.50 eV, respectively. The
presence of these high spin peaks can be attributed to the
partial degradation of ZnNP caused by the high-energy X-ray
beam through XPS measurement, which possibly altered the
Fe–CN bonds in ZnNP to Fe–NC.36,39 This partial degradation
of ZnNP can be further validated by the appearance of a low-
intensity satellite peak at 715.15 eV. The additional Fe 2p peak
at 712.0 can be ascribed to the presence of [Fe(CN)5NO], well-
matched with the observations for other nitroprusside
samples.33 The deconvoluted O 1s spectra showed two peaks at
530.60 and 532.20 eV, which can be assigned to the NO and
crystalline H2O peaks in ZnNP.36 A single CN peak at 284.90 eV
was observed in the core-level C 1s spectrum, while the fitted
N 1s spectrum exhibited CN and NO peaks at 397.60 and
400.50 eV, respectively. These binding energy values for O 1s,
C 1s, and N 1s chemical species in ZnNP are well-matched
with the reported binding energy values similar to other
reported nitroprussides.33,36,39

Morphological analysis

Fig. 2a and b show the FE-SEM images of ZnNP with low and
high magnification, respectively. The images revealed the for-
mation of rhombohedral and rectangular shape ZnNP with
varying size ranges. This morphology of ZnNP was further ana-
lysed by TEM measurements (Fig. 2c and d), which well

Fig. 3 Evaluation of cytotoxicity. (a–f ) IC50 values of ZnNP toward non-tumoral and tumoral cells. Values are expressed as µg ml−1. (g) Apoptosis
analysis. A2780 cells were analyzed by FACS using Annexin V/7AAD double staining after 6, 24 and 48 h treatment of ZnNP (50 μg ml−1) and CisPt
(3 µg ml−1; 10 µM) (Q3: viable cells, Q4: early apoptosis, Q2: late apoptosis, Q1: necrosis). Groups were considered statistically significant if p < 0.05
(*), p < 0.01 (**) and, non-significant (ns). Error bars indicate SD.
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matched with the FE-SEM images. Fig. 2e shows the EDS
spectra of ZnNP, which showed the presence of characteristic
Zn, Fe, C, N, and O elemental peaks with their corresponding
weight (%) of 27.83, 25.25, 22.57, 20.27, and 4.07%,
respectively.

In vitro antitumor efficacy of ZnNP

The antitumor efficacy of ZnNP was evaluated on various
tumoral cell lines (A2780, A2780cis, ID8, SK-OV-3,
MDA-MB-231 and MCF-7) and non-tumoral human fibroblast
cells (MRC-5) following 96 h of treatment. The IC50 values of
ZnNP against tumoral cell lines are in the range from 0.001 to
3.9 μg ml−1, which were lower compared to its precursor ZnCl2
(0.009–>200 μg ml−1). In comparison to CisPt on cancer cells,
ZnNP has higher potency within the range of 0.5–4067 fold,
while ZnNP toxicity on non-tumoral human fibroblast cells is
0.2-fold as shown in Fig. 3(a–f ). This result suggests that ZnNP
might release Zn2+ ions within the cells, which cause ROS
species production such as H2O2 and induce toxicity. The
plausible reaction mechanism for H2O2 production in the cel-
lular environment induced by ZnNP is summarized in

Table S1† and the complete IC50 data are presented in
Table S2.† Our results demonstrate that ZnNP has antitumor
activity against all cancer cell lines, although it exerts a negli-
gible effect on non-tumoral cells.

Annexin V/7AAD assay was conducted to confirm the extent
and mode of cell death caused by ZnNP, after the treatment
with ZnNP, ZnCl2 (50 µg ml−1) and CisPt (3 µg ml−1; 10 µM) of
A2780 cell line for 6, 24 and 48 h.

Our results indicate that ZnNP treatment induces apopto-
sis, with the extent increasing over time, as demonstrated in
Fig. 3g. ZnNP induces 0.9% early and 1.9% late apoptosis after
6 h of treatment. After 24 h, apoptosis rates increase to 3.1%
early and 65% late apoptosis. Furthermore, after 48 h, ZnNP
leads to 9.7% early and 87% late apoptosis, which is higher
compared to untreated and CisPt groups as depicted in Fig. 3g
and Fig. S2b.† The apoptosis in precursor groups is shown in
Fig. S2a and c.†

Intracellular uptake of ZnNP

To determine the intercellular uptake of ZnNP inside the lyso-
somes, we incubated A2780 cells with ZnNP for 6 and 24 h at

Fig. 4 (a) Lysotracker analysis of ZnNP for investigating cellular internalization. Fluorescence microscopy images of a rhodamine-labeled 25 μg ml−1

ZnNP in the A2780 ovarian cancer cell line after 6 and 24 h. Negative control (only nuclei and lysosome staining, rhodamine) was used to set up the
fluorescence intensity and avoid the background signal. Bar, 10 mm. (b–d) Relative H2O2 level measurement. (b) A2780, (c) ID8, and (d) MRC-5 cells
incubated with ZnNP (50 μg ml−1) and CisPt (3 µg ml−1; 10 µM) for 6, 24 and 48 h. p < 0.05 (*), p < 0.01 (**) and, non-significant (ns). (e) A2780, rela-
tive ONOO− level measurement after 24 h treatment of 50 μg ml−1 ZnNP. Error bars represent the SEM. Data presented are from two independent
experiments, each with three replicates.
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37 °C (rhodamine labelled, red), lysosomes were stained with
LysotrackerTM Green DND-26 (green) and the nucleus was
stained with Hoechst 33342 (blue). As shown in Fig. 4a, ZnNP
internalized even after 6 h of treatment. Pearson’s correlation
coefficient (R) was used to evaluate the ZnNP internalization
inside the lysosomes. Notably, the “R” value after 24 h was 0.7
in A2780. These results suggest that ZnNP is moderately loca-
lized in lysosomes and has the potential to be redistributed in
the cytoplasm, thereby evading degradation caused by the
acidic pH of lysosomes, which can induce ROS production.27,28

Therefore, we will proceed to assess the mechanism of cell
death by examining oxidative stress by measuring ROS
production.

ZnNP induces ROS production

After the internalization study, we evaluated the ROS pro-
duction induced by ZnNP. A2780, ID8 and MRC-5 were incu-
bated for 24 and 48 h with ZnNP (50 μg ml−1) and CisPt (3 µg
ml−1; 10 µM). As shown in Fig. 4b–d, H2O2 levels are higher in
the ZnNP treated group in comparison to the control
group.40–42 In A2780, H2O2 levels increased ∼7.2-fold after 24 h
while decreased to ∼2.3-fold after 48 h of ZnNP treatment com-
pared to the control probably due to the antioxidant activity43

and further intracellular ROS production (Fig. 4b), while in the

ID8 cell line, ZnNP treatment caused ∼2.0-fold increase in ROS
production after 24 and 48 h of treatment (Fig. 4c).
Comparatively, in fibroblasts the H2O2 level is lower than can-
cerous cell lines which suggests the good biocompatibility of
ZnNP. Altogether, these results suggest that ZnNP produces
ROS species consistent with previous findings.27,28,41,42

Among reactive oxygen species, ONOO− is an another type
of RNS, which is generated following the interaction of NO
with superoxide anions mainly in cancer cells.22 To produce
ONOO−, a NO based therapeutic system is used to induce oxi-
dative stress and cell death.44 Therefore, the DAX-J2 PON
Green probe was utilized to assess the ONOO− levels in A2780
and MRC-5 cell lines after 24 h of ZnNP treatment and fluo-
rescence intensity was quantified using a microplate reader. As
demonstrated in Fig. 4e, after 24 h of exposure, a ∼1.4-fold
increase in ONOO− levels was observed in A2780 cells com-
pared to the control. In MRC-5 cells, ONOO− levels showed a
∼1.1-fold increase after exposure to ZnNP compared to the
non-treated group.

Cytochrome c release after ZnNP treatment

Next, we assessed cytochrome c release following ROS pro-
duction.45 A2780 and ID8 cell lines were incubated with ZnNP
(50 µg ml−1) and CisPt (3 µg ml−1; 10 µM) for 6, 24, and 48 h.

Fig. 5 (a and b) Immunofluorescence analysis of cytochrome c release. (a) A2780 and (b) ID8 incubated with ZnNP (50 μg ml−1) and CisPt (3 µg
ml−1; 10 µM) for 6, 24 and 48 h.
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The results were then compared to those of untreated and
CisPt treated cells, as shown in Fig. 5a and b. After 24 h of
ZnNP treatment, there is a noticeable release of cyt c compared
to both CisPt treated and untreated cells. These results indi-
cate that following ROS generation, cytochrome c is released
into the cytoplasm, which induces apoptosis and leads to cell
death. Additionally, to explore the oxidative stress we carried
out western blot analyses.

Western blot analysis

To further investigate the oxidative stress induced by ZnNP, we
employed western blot analyses to check the effect of ZnNP on
different oxidative genes.46,47 In non-tumoral cells, HO-1
expression is suppressed by Keap1, which binds to NRF2 and
thereby impairs its activation. In contrast, when ROS are gener-
ated within cells, NRF2 is released from Keap1 and it activates
the antioxidant gene HO-1.48,49 In our results, the expression
of HO-1 was significantly higher in cells after ZnNP treatment
compared to untreated control cells (Fig. 6a, b and Fig. S3†).
Our results are in agreement with a previous report, which
demonstrated the activation of HO-1 after zinc nanoparticle
treatment.46 Overall, higher expression of antioxidant proteins
in cells after ZnNP treatment suggests the significant role of
oxidative stress in apoptosis.

ZnNP antitumor activity on patient derived tumor organoids

To investigate the biocompatibility of ZnNP, we utilized
healthy liver organoids.27,28,30 The IC50 value of ZnNP (21.7 ±
3.5 μg ml−1) is higher compared to that of CisPt (4.1 ± 0.8 μg
ml−1) (Fig. 6c and Table S3†). This indicates that ZnNP demon-
strates superior biocompatibility when compared to its precur-
sors and CisPt.

Afterwards, we investigated the toxicity of ZnNP on HGSOC
PDTO, the most prevalent type of ovarian cancer with an 5-year
overall survival rate of less than 30%.50,51 Patient-derived
tumor organoids serve as a valuable ex vivo tool for assessing
the effectiveness of therapeutic drugs,32,52,53 as they closely
mimic the patient’s response in a clinical setting, compared to
the xenografts.54 In order to mimic the treatment option, we
generated organoids from HGSOC patients to evaluate the
therapeutic efficacy of ZnNP. Organoids have demonstrated
the potential to anticipate drug response in human patients
diagnosed with ovarian cancer.54,55 The IC50 values are in the
range between 0.6 and 9.8 μg ml−1 (Table S3†).
Immunohistochemistry analysis was performed to examine the
molecular similarity between organoids and the parental
tumor. Immunopositivity was found for ovarian cancer
markers including CA125 (cancer antigen 125), WT1 (Wilms
tumor 1) and PAX8 (paired box gene 8) (Fig. 6g).

Fig. 6 (a and b) Western blot analysis of oxidative genes. (a) A2780 and (b) ID8 cells were incubated with ZnNP, ZnCl2, SNP (25 μg ml−1), and CisPt
(3 µg ml−1; 10 µM) for 24 h. (c–f ) Cytotoxicity of ZnNP, ZnCl2, SNP and CisPt on healthy liver and PDTOs obtained from HGSOC patients (Pat A–C).
Error bars represent the standard error of the mean (SEM). Groups were considered statistically significant if p < 0.05 (*), p < 0.01 (**) or non-signifi-
cant (ns). (g) Hematoxylin & eosin staining and immunohistochemistry (PAT A–C). CA-125 (cancer antigen 125), WT1 (Wilms’ tumor 1) and PAX8
(paired box gene 8) are markers of ovarian cancer (all images 40×, bar = 50 µm).
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Conclusions

In summary, we developed a therapeutic nanosystem (ZnNP)
that effectively generates ROS via the Fenton reaction, demon-
strating significant potential for cancer therapy. Our findings
confirm that ZnNP produces H2O2, leading to elevated
hydroxyl radical levels within cancer cells, particularly in the
acidic lysosomal environment, resulting in enhanced tumor
cell eradication. FACS and cytochrome c release assays showed
a time-dependent increase in apoptosis, while cell internaliz-
ation studies indicated that ZnNP escapes lysosomal degra-
dation and localizes in the cytoplasm. Notably, ZnNP exhibited
minimal toxicity to healthy liver organoids while maintaining
strong therapeutic efficacy against ovarian cancer organoids.
These observations emphasize the potential of ZnNP for pro-
spective therapeutic applications.
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