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Reversible phase transformations upon water
uptake/removal in crystalline material of a bipodal
N-donor ligand and evaluation of the stability of
the hydrates formed

Simran Chaudhary, ©2 Marek Wisniewski, 2 Anna Hoser, ©°
Renny Maria Losus, @2 Zbigniew Rafinski @2 and Liliana Dobrzanska @ *2

Isolation of the anhydrous form of 2,7-bis(imidazol-1-ylmethyl)-naphthalene (L, 1) as well as three of its
hydrates, in particular the hemihydrate (L-0.5H,0, 2), monohydrate (L-H,O, 3) and dihydrate (L-2H,O, 4),
allowed to gain insight into the mechanism of the hydration process. SCXRD studies revealed that in the
hemihydrate, the water molecules interact with only one N-donor site originating from the ligand and
serve as a bridge between two ligand molecules, whereas in the monohydrate, the water molecules
interact with both N-donor sites available in the bipodal ligand, leading to the formation of binary
supramolecular 1D chains. In the dihydrate, the water molecules are forming 1D chains by themselves and
simultaneously interact with the ligand to yield 2D supramolecular layers. The lattice energies as well as the
stabilisation energies of the hydrates indicate a clear relationship between the stability of the structures and
the hydration level. Supportive studies on bulk material, such as temperature dependent PXRD, as well as
TGA were also performed. PXRD indicated a reversible transition between anhydrate formed upon heating
and dihydrate formed after immersion of the sample in water. Water adsorption/desorption isotherms

rsc.li/crystengcomm

1. Introduction

Hydrates are a class of multi-component crystalline solids,
incorporating water into their crystal structure.' Their
formation is largely driven by the presence of hydrogen bond
donors and acceptors within an anhydrous compound.
Desiraju reported that the formation of hydrates is
particularly favourable when the host molecule has a low
hydrogen bond donor-to-acceptor ratio, typically less than
0.5.%> Later on, it was suggested that the presence of polar or
charged functional groups in the molecule increases the
likelihood of hydrate formation, as these groups enhance
water interactions.’

Hydrates can be divided into three categories (i) channel
hydrates, (ii) isolated site hydrates, and (iii) metal ion-
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further confirmed that the crystalline material undergoes transformations induced by water molecules.

associated hydrates, based on structural features.*®
Furthermore, there are two distinct types, namely
stoichiometric and non-stoichiometric hydrates.® However,
this division can lead to confusion, as some authors include
hydrates with a definite but non-integral ratio of water
molecules in the group of non-stoichiometric hydrates” and
others restrict this subgroup to hydrates with no definite ratio
of water molecules® in relation to the host. The study of
hydrates and their impact on the stability and structural
diversity of molecular compounds has garnered substantial
attention from both an experimental and theoretical point of
view®™® due to the pivotal roles that organic hydrates play in
pharmaceutical formulations,’®" and materials science.*
Their significance in the pharmaceutical industry is
connected with the fact that their occurrence can alter the
physicochemical properties of a drug substance. However,
while hydrate formation can be beneficial in pharmaceuticals,
the presence of water poses substantial challenges in
materials science, such as stability issues in metal-organic
materials (MOMs) and decreased gas sorption performance in
physisorbents.>"**

Recently, computational and statistical tools have been
employed to better understand hydrate formation®** and
their  properties, especially stability, complementing
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systematic ~ studies on hydration and dehydration
processes.”>™® Despite these advances, hydrate formation

and their stability remain difficult to predict, posing an
ongoing challenge in the fields mentioned above. Not
without reason, Zaworotko and co-workers referred to
hydrates as ‘the nemesis of crystal engineering’.>

In here, we present a series of hydrates of a bipodal ligand
containing a naphthalene core (Scheme 1), which were
isolated by screening the crystallisation products from a
range of solvents. Their structures were revealed by SCXRD. It
is worth pointing out that based on a recent (2020) report,
the number of hydrate-anhydrate pairs characterised via
SCXRD studies is very limited. For example, only 167 pairs
containing both the anhydrate and hemihydrate forms were
deposited at CSD at that time.” Recently (2024), the formation
of seven hydrates was reported; however, five out of these
show similar structural features and differ merely by the
degree of hydration.*® Furthermore, it was revealed that the
hemi- and monohydrate which were isolated, are metastable
phases, formed upon dehydration of the dihydrate. As the
latter is a channel hydrate, such behaviour is rather
uncommon, as usually such transitions take place between
anhydrate and channel hydrate in one go and without
significant structural rearrangements, resulting in similar
unit cell parameters.*

2. Experimental
2.1. Reagents and materials

All commercially available chemicals were of reagent grade
and were used without further purification. Anhydrous
solvents were prepared using an INERT PureSolv solvent
purification system.

2.2. Measurements

'H and *C NMR spectra were recorded in CDCI; on a Bruker
Avance 700 MHz and 400 MHz instrument, respectively and
referenced to residual solvent peaks. Melting points were
collected with a Stuart SMP50 automated melting point
apparatus, starting at a temperature of 30 °C and ramping up
at 2 °C min™".

Thermal analysis (TGA, DTA) was performed on a TA
Instruments SDT 650 analyser at a heating rate of 2 °C min™*
under dry nitrogen with a flow rate of 100 ml min™" covering
the temperature range: 25-600 °C.

PXRD patterns were obtained on a Philips X'Pert X-ray
diffractometer using CuKo radiation. The samples were
measured at the 26 range of 4-45° with a scan speed of

O O

Scheme 1 Representation of
naphthalene (L, 1).

2,7-bis(imidazol-1-ylmethyl)-
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4° min~'. The PXRD data were analysed using the Powder
Cell,** Profex®®> and Match®* software packages.

Isotherms were determined at a temperature of 25 °C
using a gravimetric adsorption apparatus equipped with
Baratron pressure transducers (MKS Instruments, Germany).
Each sample was thermally desorbed before the
measurement under high vacuum until a constant mass was
obtained (after ca. 2 days).

2.3. Computational studies

2D fingerprint plots were generated with Crystal Explorer
17.0 by using a standard 0.6-2.4 A range including reciprocal
contacts.®® The lattice energy calculations were performed at
the (B3LYP/6-31G(d, p)) level of theory. The results were
corrected for dispersion (Grimme D3 correction) and the
basis set superposition error (BSSE). Ghost atoms used for
the BSSE estimation were selected up to 5 A distance from
the considered molecule in the crystal lattice. The general
methodology was analogous to that described in previous
reports.®® Before starting DFT calculations, O-H bonds
positions were elongated to standard neutron mean values
for all, determined by SCXRD structures of the hydrates.

2.4. Synthesis

The synthesis of L was reported earlier as it was used during
the preparation of naphthalenophane ligands.>” However, we
used an alternative procedure described below.

Imidazole (1.3 g, 19.08 mmol), dissolved in 20 ml dry
THF, was slowly added to sodium hydride (60% in oil, 0.763
2, 19.08 mmol) in dry THF (20 mL) at 0 °C, and the resulting
suspension was stirred at rt for 2 h (until the hydrogen gas
evolution ceased). 2,7-Bis(bromomethyl)naphthalene (1 g,
3.18 mmol) solution in 25 ml dry THF was then slowly added
and the resulting mixture was refluxed for another 12 h. The
obtained mixture was dissolved in water and extracted with
DCM (3 x 50 mL). The combined organic layers were washed
with water (100 mL), dried over anhydrous magnesium
sulphate and filtered. After removal of the solvent under
reduced pressure, the product was re-dissolved in ethyl
acetate and hexane was added dropwise until the solution
became cloudy, and this was left at rt to precipitate the pure
product as a yellowish solid (mass - 0.75 g, yield - 52%).
Melting point - 138-141 °C.

'H NMR (700 MHz, CDCly): § 7.83-7.84 (2H, d), 7.61
(2H, s), 7.54 (2H, s), 7.28-7.30 (2H, d), 7.13 (2H, s), 6.95
(2H, s), 5.28 (4H, s).

3C NMR (100 MHz, CDCl;): 6 137.52, 134.57, 133.19,
132.57, 129.97, 128.84, 126.16, 125.46, 119.37, 50.86.

The obtained pure compound was crystallized from
solvents of different geometry and polarity, such as acetone,
acetonitrile, DCM, MeOH, and THF, by dissolving 10 mg of
the compound in 10 ml of each solvent. Vials covered with
parafilm were left to undergo slow evaporation, which
resulted in crystals of good quality for SCXRD in all vials.

This journal is © The Royal Society of Chemistry 2025
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Table 1 Crystal data and details of the refinement parameters for 1-4

Compound reference 1 2 3 4
Chemical formula CygHi6Ny C1gH17N4Og 5 Cy3H1gN,O Cy5H30N,0,
Formula mass 288.35 297.35 306.36 324.38
Crystal system Triclinic Monoclinic Orthorhombic Monoclinic
a/A 9.0492(3) 20.5410(4) 9.72620(10) 18.149(4)
b/A 9.5052(4) 5.46830(10) 10.12810(10) 9.6466(19)
c/A 9.9724(3) 26.6872(5) 31.3817(5) 9.3799(19)
al° 62.525(4) 90 90 90

pl° 75.236(3) 102.478(2) 90 93.06(3)

e 80.607(3) 90 90 90

Unit cell volume/A® 734.86(5) 2926.82(10) 3091.35(7) 1639.9(6)
Temperature/K 100(2) 100(2) 100(2) 100(2)
Space group P C2/c Phbca P24/c

No. of formula units per unit cell, Z 2 8 8 4
Radiation type CuKa CuKa CuKa CuKa
Absorption coefficient, #/mm™ 0.632 0.676 0.680 0.089

No. of reflections measured 26217 10042 26217 8358

No. of independent reflections 3044 2997 3187 2892

Rint 0.0441 0.0307 0.0644 0.0470
Final R,“ values (I > 24(1)) 0.0391 0.0371 0.0383 0.0581
Final wR,” values (I > 20(1))? 0.1008 0.0936 0.1030 0.1174
Final R,“ values (all data) 0.0444 0.0421 0.0428 0.0880
Final wR,” values (all data) 0.1042 0.0973 0.1061 0.1293
Goodness of fit on F> 1.056 1.048 1.039 1.057

Ry = Y| - [FAVSSIF | wRy = {S[w(E,” = F2PYSW(ES )T

2.5. Structure determination

X-ray crystallographic data for 1-4 were collected on a Rigaku
XtaLab Synergy-S diffractometer equipped with graphite-
monochromated CuKa radiation (4 = 1.5406 A). The crystals
were mounted on a loop upon coating with paratone-N oil.
Data collection was carried out at 100(2) K to minimize
solvent loss, possible structural disorder and thermal motion
effects. Data frames were processed (unit cell determination,
intensity data integration, correction for Lorentz and
polarisation effects, and empirical absorption correction) by
using the corresponding diffractometer's software package,
CrysAlisPro.”® The structures were solved by using direct
methods with SHELXS-2019/3 (ref. 39) and refined by using
full-matrix least-squares methods based on F> by using
SHELXL-2019/3 (ref. 40) using the Olex"' interface. The
programs Mercury*> and POV-Ray*’ were both used to
prepare molecular graphics. All non-hydrogen atoms were
refined anisotropically. All hydrogen atoms were positioned
geometrically with C-H = 0.95 A (aromatic) and 0.99 A
(methylene) and refined as riding, with Ujs(H) = 1.2Uq(C),
except the water hydrogen atoms which were located in a
difference map and refined freely in case of 2 and 3 and with
restrained O-H bond lengths in case of 4. A summary of the
data collection and structure refinement parameters is
provided in Table 1.

3. Results and discussion

Crystallization of L from a range of solvents allowed us to
isolate a series of hydrates: hemi- (2), mono- (3) and
dihydrate (4). Interestingly, none any polymorph of the

This journal is © The Royal Society of Chemistry 2025

ligand was isolated during these screenings, which was a
case for the related ligands containing more flexible
biphenyl core.**

3.1. Crystal structures

1 crystallizes in the centrosymmetric space group of the
triclinic system, with one molecule in the asymmetric unit.
Its molecular structure is shown in Fig. 1. The angle between
the mean planes of the imidazole rings is 52.6° and the
angles between the mean planes of the imidazole rings and
the naphthalene core are 84.13° and 89.04°, respectively. The
molecules form rows extending along the a axis in which they
adopt orientations alternating by an inversion centre. There
are numerous C-H---N hydrogen bonds, resulting in the
formation of a 3D supramolecular assembly, which is further
stabilized by C-H--'m interactions involving the methylene
groups, naphthalene core and imidazole ring as donors and
the naphthalene core, and imidazole rings as acceptors of
these hydrogen bonds (Table 2).

2 crystallizes as a hemihydrate in the C2/c space group of
the monoclinic system, wherein the asymmetric unit contains
one ligand molecule and half a water molecule, as the O
atom is located on an inversion centre (Fig. 2). The angle

N20 . C19
N18C14

Fig. 1 Molecular structure of 1 with atomic displacement plot shown
at 50% probability.

CrystEngComm, 2025, 27, 3891-3898 | 3893
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Table 2 Hydrogen bonding parameters for 1-4

Compound D-H---A H-A@A) D-A(A) D-H-A(°) Compound D-H--A H-A@A) D-A@A) D-H-A(°)

1 C8-H8--N3! 2.61 3.532(2) 164 3 023-H23B---N3! 2.01 2.887(1) 170
C13-H13---N3! 2.76 3.708(1) 172 023-H23A--"N20"  1.99 2.873(1) 178
C21-H21---N3'ii 2.77 3.605(2) 148 C6-H6A--N3!!! 2.67 3.649(1) 170
C22-H22-+-N3V 2.99 3.915(2) 165 C9-H9---N3" 2.88 3.741(1) 152
C4-H4--N20" 2.90 3.675(2) 139 C16-H16+-N20" 2.90 3.538(1) 125
C5-H5--N20" 2.69 3.557(2) 156 C17-H17A--N20%"  2.75 3.503(2) 133
C12-H12---N20"" 2,53 3.471(1) 169 C4-H4---023"" 2.55 3.371(2) 145
C17-H17B---N20"  2.76 3.446(1) 127 C9-H9---023" 2.85 3.666(1) 145
C13-H13---Cg1" 2.76 3.599(1) 148 C13-H13---023"  2.52 3.421(1) 158
C6-H6A--Cg3" 2.62 3.524(2) 151 C16-H16---023" 2,92 3.802(1) 155
C19-H19---Cg3" 2.59 3.517(1) 166 C21-H21---023"1 2,33 3.143(2) 143
C2-H2---Cg4i® 2.89 3.780(1) 156

2 023-H23A--"N3! 1.99 2.896(1) 156 4 023-H23A---N3! 1.93 2.856(3) 165
023-H23B---N3' 1.94 2.896(1) 168 023-H23B--024'  1.82 2.754(3) 174
C17-H17A---N3'ii 2.76 3.723(2) 164 024-H24B--N20"  1.82 2.776(2) 168
C2-H2:--N18" 2.67 3.399(2) 134 024-H24A--023"  1.86 2.791(3) 167
C9-H9---N20" 2.82 3.632(2) 144 C17-H17A---N20"  2.71 3.693(4) 170
C21-H21---N20" 2.81 3.571(1) 138 C4-H4---023' 2.93 3.784(3) 150
C22-H22---N20"" 2.64 3.439(2) 142 C6-H6A--023" 2.71 3.515(3) 138
C16-H16---023' 2.94 3.787(1) 149 C12-H12---023" 2.91 3.712(3) 143
C17-H17B:--023"  2.53 3.273(1) 132 C16-H16--023"  2.85 3.412(3) 118
C2-H2---Cg2" 2.71 3.372(1) 128 C9-H9--024"" 2.72 3.585(3) 153
C19-H19---Cg4™ 2.85 3.753(1) 160 C12-H12:--024" 2.81 3.686(3) 153

C13-H13---024"" 2,77 3.624(3) 150
C16-H16--024" 2.82 3.692(3) 153

C21-H21---024"1 2,74 3.548(3) 144

(1) Cg1 is the centroid of the imidazole ring N1-C5, Cg3 is the centroid of the benzene ring C7-C12, Cg4 is the centroid of the benzene ring
C10-C16, (2) Cg2 is the centroid of the imidazole ring N18-C22, Cg4 is the centroid of the benzene ring C10-C16, (3) Cg1 is the centroid of the
imidazole ring N1-C5, Cg2 is the centroid of the imidazole ring N18-C22, (4) Cgl is the centroid of the imidazole ring N1-C5, Cg3 is the
centroid of the benzene ring C7-C12, Cg4 is the centroid of the benzene ring C10-C16, Symmetry codes (1): (i) 1 - x,2 -y, 1 -z, (ii) x,y,2 - 1,
(i) x,y-1,z-1,(iv)1-x1-y,1-2 (V)x,1+y, 1+z (vi)2 -x, 1 -y, -2, (vii) x, y, 1 + 2, (viii) 2 - x, -y, -2; (2): (i) x, y, 2, (ii) —x, y, 1/2 - 2,
(iii) 1/2 +x,1/2 +y, 2, (iv) x = 1/2,y = 3/2,2, (v) 1 —x, 2 -y, 1 -z, (vi) 3/2 - x, 5/2 -y, 1 — 2, (vii) x, y — 1, 2, (vii]) 1/2 + x, 3/2 + y, 2, (iX) x, 1 + ¥, Z;
(3): (i) x, ¥, 2, (i) 3/2-x,1~-y,z—1/2,(ili)) x -1/2,3/2-y,1 -2, (iv)1/2 +x,3/2-y,1 -2, (v) 1 —x, 1/2 +y, 3/2 = 2, (vi) x = 1/2, y, 3/2 - z, (vii) 3/
2-x,y-1/2,z, (viii) x, 3/2 =y, 1/2 + z; (4): (i) x, y, 2, (i) x - 1, y, 2 - 1, (iii) x, 3/2 -y, 2-1/2, (iv) 2 = x,1/2 +),3/2 =2, (V) 1 - x, 1/2 + y, 1/2 - 2,

Wi)1-x2-y,1-2(vil)1-xy-1/2,1/2 -2, (viii) 1 + x, 3/2 -y, 1/2 + 2.

between the mean planes of the imidazole rings is 46.42°
and the angles between the mean planes of the imidazole
rings and the naphthalene core are 77.35° and 84.71°,
respectively, revealing certain conformational differences in
comparison with the anhydrate form (Fig. S1f{). A water
molecule is interconnecting two ligands via strong O-H-*N
hydrogen bonds, namely 023-H23:--N3 with an O--N
distance of 2.897(1) A and an O-H-N angle of 170°.
Furthermore, it also acts as a hydrogen bond acceptor,
participating in C-H---O interactions and yielding 2D
supramolecular layers expanding along the a-b plane, which
are further stabilised via C-H--'m interactions. These are
further extended in a third direction via weak C-H:-'N
hydrogen bonds (see Table 2).

3 crystallizes as a monohydrate in the Phca space group of
the orthorhombic system with one ligand molecule and one
water molecule in the asymmetric unit (Fig. 3).

The angle between the mean planes of the imidazole rings
is 54.20° and the angles between the mean planes of the
imidazole rings and the naphthalene core are 89.89° and
86.02°, respectively, indicating more similarity with 1 than
with 2 (Fig. S11).

In this case, the water molecule interacts with both
imidazole rings of the ligand molecule via strong O-H---N
hydrogen bonds, 023-H23B:--N3 (O---N distance of 2.887(1)
A, O-H-N angle of 170°) and 023-H23A---N20 (O--'N
distance of 2.873(1) A, O-H-N angle of 178°), forming 1D
zig-zag chains, which are extended into a 3D assembly via

Fig. 2 On the left: representation of the asymmetric unit of 2 with atomic displacement plot shown at 50% probability; on the right: the

supramolecular discrete motive stabilised by a water molecule.

3894 | CrystEngComm, 2025, 27, 3891-3898
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Fig. 3 On the left: molecular structure of 3 with atomic displacement plot shown at 50% probability; on the right: fragment of the 1D

supramolecular chain, bridged by water molecules.

c2 L c16°°4. 8

0
c21
e Ci4 .
N20 6 ca
C19-N18Y o2 &

-C17 -

Fig. 4 On the left: molecular structure of 4 with atomic displacement plot shown at 50% probability; on the right: fragment of the 2D

supramolecular layers, bridged by water molecules.

C-H:---O hydrogen bonds. This assembly is further stabilised
through C-H-*N hydrogen bonds and m-n interactions,
which involve adjacent naphthalene cores with a centroid-
centroid distance of ca. 3.8 A. Interestingly, C-H--'n
interactions are absent in this hydrate.

4 crystallizes as a dihydrate in the P2,/c space group of
the monoclinic system. It shows the presence of one ligand
molecule and two water molecules in the asymmetric unit
(Fig. 4). The angle between the mean planes of the
imidazole rings is 63.73° and the angles between the mean
planes of the imidazole rings and the naphthalene core are
83.85° and 87.01°, respectively. The water molecules interact
with each other in this case, forming 1D chiral chains along
the ¢ axis via 023-H23B---024 (OO distance of 2.754(3) A,
O-H-O angle of 174°), and 024-H24A---023 (O---O distance
of 2.791(3) A O-H-O angle of 167°) hydrogen bonding.
These chains further interact with the ligand molecules via
O-H---N hydrogen bonds, with O-N distances of ca. 2.8 A
and O-H-N angles oscillating around 167°, yielding 2D
layers in the a-c plane which are stabilised via n-n
interactions between adjacent naphthalene cores with a
centroid-centroid distance of ca. 3.7 A. These layers are
extended in the third dimension via weak C-H---O hydrogen
bonds and further stabilised via C-H:--N hydrogen bonds.

Heee
m4
Ceee
3
O-+*H/H:++ 2
Ce--H/He++ ml
N-+-H/H-+

T T y T T 1 1

0 10 20 30 40 50 60

Fig. 5 The relative contributions (percentages) of selected
intermolecular contacts to the Hirshfeld surface.

This journal is © The Royal Society of Chemistry 2025

Like in 3, C-H:-'m interactions are absent. Interestingly, it
was noticed before during studies on hydrates of five and
six-membered N-heterocyclic aromatic compounds
containing hydrogen bond acceptors, that hydrates in which
water formed 1D chains showed a preference to form n-n
interactions.’® The relative contributions (percentages) of
selected intermolecular contacts to the Hirshfeld surface
were calculated to further analyse the distribution of the
intermolecular interactions. As shown in Fig. 5, the C-H-*N
and C-H---m hydrogen bonds gradually disappear upon
hydration in favour of hydrogen bonds involving the O
atoms and n-7 interactions (see also Table 2).

3.2. Study on bulk material and hydrate conversions

PXRD studies indicated that all samples, isolated from
different solvents, are mixtures containing products of
different degrees of hydration (Fig. S2f), the relative
contributions of which are influenced by time and storage
conditions. However, upon heating the samples for a couple
of minutes at 100 °C, the bulk material transforms to the
anhydrate, which can be hydrated again by immersion of a
powdered sample in water (Fig. 6).

TGA of the hydrated samples indicates that dehydration
occurs in separate steps: the first up to approximately 45 °C,
the next up to 70 °C, and the last up to around 141 °C
(melting), showcasing the gradual process of dehydration
(Fig. S37).

This observation was further confirmed by collecting the
adsorption/desorption isotherms of H,0. The adsorption
branch follows an almost horizontal course up to a relative
pressure of about 0.8 p/p,, which could indicate that the
tested material is rather hydrophobic in nature. When the
relative pressure of water vapor exceeds the value of 0.85,
the structure reorganizes, allowing capillary condensation
and reaching near-maximum adsorption. The observed type
V adsorption isotherm results from the formation of only a

CrystEngComm, 2025, 27, 3891-3898 | 3895


https://doi.org/10.1039/d5ce00130g

Published on 30 April 2025. Downloaded on 1/26/2026 10:11:23 PM.

Paper
— 1-calc h100-5min
— 4-calc In water-23h
xu ‘.\ I
f [
. JlJ WA

20

Fig. 6 Exemplary experimental PXRD patterns of a sample obtained by
crystallisation from THF: heated for 5 minutes at 100 °C, immersed for
23 h in water upon heating, and the simulated PXRD patterns for the
anhydrate 1 and the dihydrate 4, respectively.

limited number of adsorption layers within the adsorbent
pores due to their hydrophobicity. It is evident that the
adsorbent-adsorbate interactions are significantly weaker
than the adsorbate-adsorbate interactions, leading to
condensation in the adsorbent pores at high relative
pressures, resulting in significant hysteresis. The formation
of bridged water molecules via hydrogen bonds in
micropores is the main reason for the observed
phenomenon. Interestingly, the desorption branch of the
isotherm clearly reflects the gradual nature of the process,
specifically the transitions between forms with different
degrees of hydration (Fig. 7). The plateau observed at
maximum relative pressure corresponds to the presence of
ca. 1.7 adsorbate molecules in the adsorbent structure (the
discrepancy between the number of water molecules in the
crystal structure obtained from the SCXRD and the
adsorption studies is most likely caused by the statistical
distribution of crystallite grains). The next plateau appears
at a relative pressure of about 0.7 p/p, and corresponds to
the presence of the monohydrate (about 1.1 molecules of
H,O per ligand). At a relative pressure below 0.15 p/po,
partial desorption is observed, leading to the third plateau
whereby approximately 0.5 molecules of H,O are associated

¢ Adsorption
6 <& Desorption 4

Adsorption (mmol/g)

P/P

Fig. 7 Water adsorption/desorption isotherms as a function of relative
pressure, with markings indicating the formation of 1-4.
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Fig. 8 Packing diagrams of 1-4 shown along the b (1-3) and c (4) axis,
small apertures present in 1 indicated in yellow, water molecules
shown in space filling representation.

with each molecule of the adsorbent (hemihydrate
formation).

The revealed structural transitions taking place in the bulk
let us have one more look at the crystal structures 1-4,
whereby crystal packing similarities, despite changes in
crystallographic parameters (Table 1), support the gradual
mechanism of the dehydration process. The process is
connected with a significant reorganization on molecular
level by forming new intermolecular interactions upon water
removal, achieved through molecular shifts and small
conformational adjustments of the ligand (Fig. 8), the
changes of which were followed in a single-crystal to single-
crystal fashion.

There are small apertures in the anhydrous form (that
could be mapped with a probe of 0.9 A per contact surface),
which could be sufficient to initiate water uptake, as a related
phenomenon was observed in the case of an apohost of an
organic macrocycle undergoing reversible uptake of THF in a
single-crystal.*> However, immersion of anhydrous bulk
material in water leads to the formation of the dihydrate
form via recrystallization, as shown in Fig. S4.}

3.3. Crystal lattice energy calculations and stabilisation
energy of hydrates

Hydrates exhibit different thermodynamic stability and
solubility compared to their pure anhydrous forms. Typically,
the introduction of water into the crystal lattice leads to a
decrease in lattice energy per unit cell, as water molecules
can form additional intermolecular hydrogen bonds,
increasing the number of interactions. This can also be
observed for the hydrates presented here, for which the
lattice energy decreases upon hydration (Table 3).
Furthermore, the stabilisation energy of the hydrates (Escap)

Table 3 The results of crystal lattice energy calculations and the
stabilisation energy of the hydrates

1 2 3 4

Ejae/per unit cell (kJ mol'l) -198.7 -263.3 -266.9 -365.8
Egtap (K] mol™) -67.0 -68.2 -83.6
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was determined following the procedure reported by Braun
et al*® whereby Ey,p, was calculated in order to predict the
occurrence of particular hydrates. The stabilisation energy
relates the different hydrates stoichiometries to the anhydrate
and ice. By evaluating this energy, it is possible to determine
which hydrates are more thermodynamically stable compared
to the anhydrous form. The lattice energy of ice was calculated
at the same theory level as in mentioned above report, varying
in our case from —60 to —64 k] mol™ for the ordered ice
polymorphs.*” All determined Eg, (Table 3) are lower than the
lattice energies calculated for the ice polymorphs, suggesting
that the hydrates obtained are thermodynamically stable,
which is in agreement with the experimental results.

Conclusions

The crystalline material based on bipodal heterocyclic ligand
with rigid naphthalene core appears to undergo a series of
transformations induced by water uptake/removal. The process
is connected with the molecular reorganisation, whereby weak
C-H---N and C-H- -« hydrogen bonds present in the anhydrate
are replaced with strong O-H---N and O-H---O hydrogen bonds
upon water incorporation into the crystalline material and
dihydrate formation (channel hydrate; formed in water via
recrystallization of the anhydrous form). Upon desorption, this
channel hydrate gradually transforms to the anhydrate via
mono- and hemihydrate phases, which is clearly reflected in the
desorption branch of the H,O isotherm and it is possible to
follow these transformations in a single-crystal. The crystal lattice
energies show significant differences between the most stable
dihydrate and the metastable phases of mono- and hemihydrate,
which could be the reason that a one-step adsorption isotherm
is observed, whereas the stabilisation energy confirms the
feasibility of isolating all three hydrates experimentally.
Computational studies, allowing to model such transitions,
would provide valuable insights, but they are not yet feasible.
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