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Tuning substrate temperature for enhanced
vacuum-deposited wide-bandgap perovskite solar
cells: insights from morphology, charge transport,
and drift-diffusion simulations¥
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The efficiency of vacuum-processed perovskite solar cells lags behind that of solution-processed devices,
partially because of the limited spectrum of deposition parameters that can be controlled during deposition.
Substrate temperature is in principle a powerful tool to control the condensation and crystallization of thin
films, but has been scarcely investigated for perovskites. This study systematically investigates the effect of
substrate temperature on the deposition of the wide-bandgap perovskite CsgoFAggPb(lggBro2)s. We
observe temperature-dependent morphological changes linked to variations in the adhesion coefficient
of formamidinium iodide. Optical, structural, and optoelectronic analyses reveal that increasing the
substrate temperature from —20 °C to 75 °C enhances charge carrier mobility and recombination
lifetime by an order of magnitude. However, these improvements do not directly translate into better
device performance due to competing factors such as morphology, interface energetics, and trap
densities. Using drift-diffusion simulations, we identify key performance-limiting parameters, including
ion mobility and charge trapping at interfaces and in the bulk. By optimizing the organic/inorganic
deposition rate at —20 °C, we achieve state-of-the-art efficient wide-bandgap perovskite solar cells with
enhanced thermal stability. This study highlights substrate temperature as a crucial parameter for
improving material quality and device performance in vapor-deposited perovskites.

The rise of perovskite solar cells has the potential to reshape the landscape of next-generation photovoltaics, offering high efficiency and cost-effective fabri-
cation. While solution processing dominates perovskite research, industrial-scale semiconductor manufacturing largely relies on vacuum-based deposition

methods. Unlocking the full potential of vapor-deposited perovskites is therefore important for bridging the gap between laboratory advances and commercial
deployment. In this work, we systematically explore how substrate temperature influences the growth, composition, and optoelectronic properties of wide-

bandgap perovskite films, a key step toward optimizing vapor-phase fabrication. Our findings reveal a significant enhancement in charge carrier mobility
and recombination lifetime, along with insights from drift-diffusion modeling that identify performance-limiting factors. By optimizing deposition conditions,

we demonstrate efficient and thermally stable perovskite solar cells, highlighting the untapped potential of substrate temperature control in vapor-processed

perovskites.

Introduction

Perovskite solar cells have rapidly emerged as a promising
technology for next generation photovoltaics (PVs)." This is
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a consequence of the properties of metal halide perovskite
semiconductors (herein simply perovskites), such as the sharp
absorption edge and high absorption coefficient (consequence
of their direct bandgap, E,), long charge diffusion length and
lifetime, and defect tolerance.*"* An important characteristic of
perovskites is the ability to finetune their bandgap via compo-
sitional substitution.”** This property is not unique to perov-
skites: the bandgap of III-V semiconductors, for example, can
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also be varied by several electronvolts by alloying within the
group III or V of the periodic table.” In perovskites, however,
the chemical synthesis and substitution can be carried out via
low energy synthetic processes.*®

Perovskite thin films can be deposited via solution process-
ing or by vapour-based techniques. The vast majority of the
literature available on the topic relies on solution-processed
materials, while vapour-deposited perovskite films and devices
have been investigated only by a small number of research
groups. On an industrial scale, however, most semiconductors
are prepared using dry, vacuum-based methods. This is the case
for CdTe thin-film solar cells, representing roughly 5% of the
world PV market, fabricated by vapour-transport deposition."”
Hence the development of vacuum- and vapour-based tech-
niques in the processing of perovskite films and solar cells can
be beneficial for an easier transition from the lab to the
industry."®?® Additionally, there are other benefits of vapour-
based deposition techniques applied to perovskites, such as
the high level of control over the film thickness for uniform
large-area deposition,**~>* purity (solvent-free) of the material,
low temperature processing, conformal coating, and the
straightforward fabrication of multilayer devices. However, the
power conversion efficiency (PCE) of vacuum processed perov-
skite solar cells lags behind that of solution-processed devices,*
which have demonstrated PCE exceeding 26%.>¢

As of now, the most efficient devices with vacuum co-
evaporated perovskites have PCE only slightly above 20%,**°
with only a few reports on sequential vacuum deposited
perovskites with higher PCE.*"** This gap is related with the
limited spectrum of deposition parameters that can be
controlled during vapour deposition, namely base pressure,*-*
type and number of chemical precursor,**” deposition rate,***’
substrate type®**® and substrate temperature.>****> The latter is
in principle a powerful tool to control the condensation and
crystallization of thin films, but has been scarcely investigated
for perovskites. In the pioneer work of Liu et al.,*® the perovskite
was deposited with a controlled stage temperature of 21 °C. In
subsequent works, the substrate was kept at higher temperature
than ambient (50 °C),** but no specific justification for the
choice of the temperature was provided.

The first study to systematically screen the effect of the
substrate temperature on the co-evaporation of methyl-
ammonium lead iodide (MAPI) was reported by Wang et al.,
where the temperature was varied from —50 °C to 110 °C.** At
low temperature (—50 °C), the film was found to be non-
uniform and rough. At 20 °C, the films showed a full coverage
with uniform and flat morphology, which was however expected
as the deposition process was previously optimized at this same
temperature. Larger grains but less uniform morphology was
observed at higher substrate temperatures (80 °C and 110 °C).
The changes in the film morphology and degree of conversion
were ascribed to the temperature-dependent sticking coeffi-
cients s of MAI on the substrate.

The general expression for the sticking coefficient contains
a temperature-dependent Boltzmann term, exp(—Eac/ksT),
where E,. is the activation energy for the adsorption process, kg
the Boltzmann constant and T the temperature.*® At higher
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temperature, the adhesion and reaction of MAI on the forming
MAPI film would hence be reduced.””** This observation was
further corroborated by Rof? et al., who observed that the tooling
factor (hence the adsorption rate) of MAI is significantly influ-
enced by the temperature of the substrate, while only minor
changes were seen for Pbl,.> Lohmann et al. also investigated
the formation of MAPI films by co-evaporation of its precursors
for substrate temperatures between —2 °C and 23 °C.** In spite
of the limited temperature range, they observed a clear depen-
dence of the film morphology on substrate temperature, with
large, micrometre-sized grains formed at low temperature (—2 °
C) and smaller grains appearing at 23 °C. In these examples, the
temperature-dependent MAI adhesion lead inevitably to alter-
ation of the perovskite stoichiometry at high and low temper-
ature, with a temperature window for optimal perovskite
deposition close to room temperature (RT).

In this manuscript, we systematically studied the effect of the
substrate temperature on the deposition of a more complex
material, the wide bandgap perovskite Csg,FA gPb(Iy gBr.5)3,
where FA is formamidinium. Similar to previous reports, the
morphology of the film is found to be considerably temperature-
dependent, which is here ascribed to the temperature-
dependent adhesion coefficient of the organic precursor for-
mamidinium iodide (FAI). We observe clear differences in the
material properties, that are investigated by optical, structural
and optoelectronic techniques. In particular, the effective
mobility of the mobile charge carriers and their recombination
lifetime were found to increase by one order of magnitude when
increasing the substrate temperature from —20 °C to 75 °C,
according to changes in composition and structure of the films.
These properties are not directly translated to an improved
device functioning, as other parameters (morphology,
substrate-dependent growth, interface energetics) contribute to
the performance of the perovskite solar cells. Consequently, we
employ drift-diffusion simulations to identify the parameters
that limit their performance. Specifically, the J-V characteristics
at multiple light intensities and substrate temperatures are
measured and simulated. We find that not only the charge
carrier mobility affects the J-V characteristics, as the trap
densities at both interfaces and in the bulk, the ion concen-
tration and ion mobility, all have an effect on the performance.
Finally, using a substrate temperature of —20 °C we optimized
the organic/inorganic deposition rate ratio, and obtained effi-
cient wide bandgap perovskite solar cells with enhanced
thermal stability. This work shows the potential of the substrate
temperature during vapor processing of perovskites to obtain
materials and devices with improved quality.

Results and discussion

We selected the archetypical wide bandgap perovskite
Cs,FA;_,Pb(I; ,Br,); as it can be applied in tandem solar cells,
both in combination with silicon or with another complemen-
tary narrow bandgap perovskite.**** The approximate stoichi-
ometry used as a starting material is Csg,FAq gPb(Iy.Bro )3,
obtained by simultaneous co-sublimation of CsI (0.1 A s™*), FAI
(0.45 A s7*) and a mixture of PbI, and PbBr, (0.35 As ") ata1to

© 2025 The Author(s). Published by the Royal Society of Chemistry
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8 molar ratio, a protocol adapted from previous reports.**** The
final thickness of the perovskite film was controlled via the
quartz crystal microbalance (QCM) sensor controlling the lead
halide deposition rate, and the process was interrupted at
a reading of 280 nm, corresponding to 500-550 nm thick
perovskite film. The substrate temperature was controlled by an
oil-cooled copper substrate holder using an external tempera-
ture bath, and the perovskite deposition was carried out with
substrate temperatures ranging from —20 °C to 75 °C.

Films were prepared on glass substrates and had a dark
brown appearance after deposition, without any additional
thermal treatment. The optical absorption of films deposited at
different substrate temperatures is reported in Fig. 1a. With
increasing temperature, a blue shift of the absorption edge from
approximately 750 nm to 700 nm can be observed. In parallel,
one can observe a diminished absorbance at lower photon
wavelength (500-700 nm), which can be due to a lower
absorption coefficient or to a reduced thickness. The presence
of intense but different interference fringes below bandgap
indicates that the thickness is changing (diminishing) with
increasing substrate temperature. Both the blue-shift and the
reduced thickness for higher substrate temperature suggest
a reduced intake of FAL

The photoluminescence (PL) spectra (Fig. 1b) are also
varying in intensity (related to the PL quantum efficiency, PLQY)
and spectral position (due to bandgap, E,, variation) with
increasing substrate temperature. However, the trend (Fig. 1c) is
not monotonic: at a substrate temperature of —20 °C, the E, is
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approximately 1.67 eV and increases up to and above 1.72 eV
when the temperature is raised to 50 °C. At the highest substrate
temperature in our series (75 °C), the E, drops to approximately
1.68 eV. A similar trend is observed for the PLQY, which
decreases from approximately 10~ * for the perovskite deposited
at —20 °C to 5 x 10~ ° for the perovskite deposited at 50 °C, and
then rises again to 3 x 10> when the substrate temperature is
75 °C. The PL measurements confirm the trend observed in the
optical absorption, with a deviation for the sample deposited at
75 °C. As both the bandgap and the PLQY are simultaneously
changing, a better comparison between the series of materials
can be done calculating the ratio of the quasi-Fermi level
splitting (QFLS) estimated from the PLQY to the QFLS in the
radiative limit (PLQY = 1) at each bandgap. As shown in
Fig. S1,f the ratio diminishes from 0.87 to 0.82 when the
substrate temperature is varied from —20 °C to 50 °C, and
increases to 0.86 for the perovskite deposited at 75 °C. This
implies an increase of the non-radiative recombination rates
from —20 °C to 50 °C, and a partial recovery at 75 °C.

The series of perovskite films was also analyzed by X-ray
diffraction (XRD, Fig. 1d). At low substrate temperature (—20 °
C and 0 °C) similar XRD patterns were obtained, with all
diffraction peaks in accordance with a randomly oriented
tetragonal perovskite structure (Fig. S21). By increasing the
substrate temperature (=25 °C), the diffractograms change
substantially. First, the signal-to-noise ratio (SNR) was found to
be three orders of magnitudes higher in the high substrate
temperature deposited films, (raw data in Fig. S3t). The less
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Fig. 1

(a) Optical absorbance spectra of a series of Csg 2FAg gPb(lg gBro2)3 perovskite films deposited with increasing substrate temperature. (b)

Calibrated photoluminescence spectra of the same samples recorded upon excitation with a green laser (515 nm) with an irradiance of

approximately 50 mW cm™2

. (c) Bandgap energy extracted from a bi-Gaussian fit of the PL spectrum (left, dark green) and corresponding PLQY

(right, red) for the same sample series. (d) XRD patterns for the perovskite films deposited at the different substrate temperatures and (e) zoom of
the same patterns on the (110) and (220) diffraction peaks. (f) Trend of the (110) and (220) peak position with increasing substrate temperature

(lines are guide to the eye).
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intense and broader peaks observed in the films that were
deposited at low temperature suggest a higher degree of
disorder, due to the smaller grains (larger grain boundaries
surface) and/or amorphous phases. This might indicate the
presence of amorphous Csg ,FAq sPb(I gBro,); at low tempera-
ture, which crystallizes preferentially when the substrate
temperature is increased. Potential amorphous phases would
also agree with the less sharp absorption onset for substrate
temperature <0 °C (Fig. 1a). Importantly, the peaks shift to
higher angles when the substrate temperature is increased
(Fig. 1e), confirming that the blue-shift of the bandgap is due to
a higher bromide concentration, which is synonymous with
a lower FAI content, resulting from its strongly temperature-
dependent sticking coefficient. This hypothesis is further sup-
ported by the trend in the I/Pb atomic ratio, as estimated by
energy-dispersive X-ray spectroscopy (EDX, Fig. S4t), which
shows a decrease in iodine content with increasing substrate
temperature. Looking at the tendency of the main diffraction
peaks’ position with increasing substrate temperature (Fig. 1f),
one can notice that the trend is again not monotonic, as the
peaks corresponding to the sample deposited at 75 °C are at
lower angles compared to the 50 °C case. This speaks for
a different growth at such high substrate temperature, which
will be discussed in the following.

At high substrate temperature, the perovskite structure
grows highly oriented with respect to the substrate, as only
intense and sharp diffraction peaks corresponding to the (110)
and (220) planes are observed. Hence the temperature of the
substrate during deposition induces profound changes in the
crystallization of the perovskite. To investigate if such changes
alter also the film morphology scanning electron microscopy
(SEM) was carried out on the surface as well as on the cross-
section of freshly cleaved perovskite films (Fig. 2). Indeed, the
substrate temperature does influence the Cs, ,FAg gPb(I sBrg »)3
morphology at different levels. First, the film thickness is line-
arly diminishing with increasing substrate temperature
(summary in Fig. S51). This features agrees with the difference
in the optical absorption spectra (intensity and sub bandgap
interference patterns) shown in Fig. 1a, and with the
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temperature-dependence of the sticking coefficient discussed
above. The sticking coefficient of FAI is expected to increase
with lower temperature, as previously observed for MAI>**"748
Hence more FAI is adsorbed at low temperature, leading to
thicker films, which might also be responsible for the higher
PLQY (Fig. 1b) and low SNR of the corresponding XRD patterns,
as noted before (Fig. 1d). The surface SEM shows a clear
evolution from a compact morphology at low temperature,
composed of small (<100 nm) grains, to a less homogeneous
structure observed at substrate temperature of 50 °C and 75 °C.
The perovskite formed at these high temperatures also shows
the presence of larger, elongated crystals (especially evident in
the sample deposited at 75 °C), not usually observed in co-
evaporated perovskite films. As less FAI is present at high
substrate temperature, the PbX, precursor might template the
growth, forming a scaffold of flat and elongated structures
which is typical of CsX/PbX, inorganic films.** The film cross-
section also changes radically with increasing substrate
temperature. At —20 °C and 0 °C, the films appears very
compact and flat, with an apparent columnar growth perpen-
dicular to the substrate. When the substrate temperature is
raised to 25 °C, the morphology changes to a more randomly
oriented grain structure, with increased surface roughness. This
effect is amplified in the films deposited at higher substrate
temperature (50 °C and 75 °C), where the grains and aggregates
increase in size, leading to rougher perovskite films. It is also
worth noting that, in spite of the drastic variation of film
thickness (hence most likely FAI content), there is a systematic
absence of reflections related to lead or cesium halides in the
XRD (Fig. 1d). It is likely that at 75 °C, the FA" content is already
sufficient to fully convert PbX, into perovskite, as evidenced by
the XRD patterns. Lowering the substrate temperature may
enhance FA" adsorption, potentially leading to films with excess
FA'. This excess is likely related to the more compact, possibly
amorphous, morphology observed by SEM and the reduced SNR
observed in the corresponding diffraction.

These perovskite films were also deposited on quartz
substrates at the different substrate temperatures and analyzed
by time-resolved microwave conductivity (TRMC, Fig. 3a).

Fig.2 Surface morphology and cross-section SEM images of a series of perovskite films deposited at increasing substrate temperature as noted

above. The scale bar corresponds to 300 nm.
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excitation at the same fluence of 6 x 10'° photons per cm? per pulse.

(red, right) extracted from the TRMC traces.

Additional TRMC measurements using different laser intensi-
ties and different timescales are presented in Fig. S6.1 The
initial rise of the TRMC signal results from the photogeneration
of charge carriers by the short laser pulse and the decay is
ascribed to the immobilization of carriers in trap states or by
recombination. The maximum TRMC signal corresponds to the
product of the sum of the charge carrier mobilities and the
generation yield. The lower limit of the mobility is comparable
to the values reported in literature for similar vacuum-deposited
perovskite films.***” Fig. 3b shows that the TRMC signal
magnitude and the lifetime increase with increasing substrate
temperature. As TRMC measures the intra-grain charge carrier
mobility, this trend mirrors the increasing grain size for higher
substrate temperatures shown in the SEM images in Fig. 2. For
small perovskite grains, the grains boundaries might limit the
observed AC mobility as argued before.*® Therefore, the smaller
grains can at least partially explain the lower signal size. In
addition to that, for the films deposited at low substrate
temperatures =0 °C, the reduced crystallinity seen by XRD
might explain the lower mobility and a corresponding lower
TRMC signal.

The same samples series was also analyzed by steady state
photocarrier grating (SSPG). For this, coplanar metal electrodes
(0.5 mm spacing, 5 mm width, ensuring a homogenous electric
field) were evaporated onto the perovskite samples grown at the
different substrate temperatures. In this technique, the
minority carrier diffusion length (Lg) is obtained from the
measurement of the steady-state photocurrent produced by
a low applied voltage, while the material is illuminated by two
monochromatic laser beams of different intensities that inter-
fere between the two electrical contacts deposited on the films.
The photoconductivity measurements give information about
majority carriers, while the ambipolar diffusion length Lq4 is
related to the minority carrier concentration.” As shown in
Fig. S7, the trends of both photoconductivity and L4 are
similar, growing (although non-monotonically) for perovskite
films deposited at increasing substrate temperatures. The
scattering in the trend might be related with surface defects, as
SPPG in this configuration gives information on the lateral

© 2025 The Author(s). Published by the Royal Society of Chemistry
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charge transport, rather than to the transport across the film
cross-section.

Finally, we fabricated planar p-i-n solar cells with the struc-
ture depicted in Fig. 4a: glass/ITO (120 nm)/CS90112 (2.5 nm)/
TaTm (10 nm)/Csg ,FAo sPb(I gBro.2)3/Ceo (25 nm)/BCP (8 nm)/
Ag (100 nm), where ITO is indium tin oxide, CS90112 is
2,2/,2"-(cyclopropane-1,2,3-triylidene)tris(2-(p-cyanotetra-
fluorophenyl)acetonitrile), TaTm is N,N,N,N-tetra([1,1'-
biphenyl]-4-yl)[1,1":4’,1"-terphenyl]-4,4”-diamine (TaTm), and
BCP is bathocuproine. The Cs,,FAq gPb(IysBrg,); perovskite
films were deposited at the same substrate temperatures ana-
lysed above. The samples were coated with an alumina film by
atomic layer deposition, and the electrical characterization was
carried out in ambient atmosphere. Details on the device
fabrication and characterization are reported in the Method-
ology section. The current-density vs. voltage (/-V) curves under
simulated solar illumination for a representative solar cell for
each deposition temperature are reported in Fig. 4b. The cor-
responding statistical distribution of the PV parameters as
a function of the substrate temperature is reported in Fig. 4d.
Fig. 4c presents the first derivative of the EQE spectra, which is
used to estimate the effective bandgap energy of the semi-
conductor within the solar cells. The discrepancies between
these values and those derived from the PL spectra in Fig. 1b
arise from the fundamental differences between the two tech-
niques: PL provides information solely about the optical prop-
erties of the material itself, whereas EQE reflects the full device
behavior, including carrier generation, transport, and collec-
tion. As such, the EQE-derived bandgap is influenced by both
the absorber and the device architecture, often capturing other
contributions and effects not visible in PL measurements, such
as thickness.®® The J-V curves showed pronounced differences
depending on the substrate temperature used for the perovskite
deposition. First, for perovskites deposited at temperature other
than 25 °C, we do observe a small hysteresis between the
forward (from short to open circuit) and reverse (from open to
short circuit) voltage scans. This is not typically observed for
vacuum deposited solar cells, and indicates the presence of
mobile ions in combination with charge carrier recombination
sites (see discussion below for details).***
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forward (from short to open circuit, solid line) and reverse (from open to short circuit, dotted line) bias for representative pixels. (c) Effective
bandgap estimation from the derivative of the external quantum efficiency. (d) Statistic distribution of the PV parameters extracted from J-V

curves, for perovskites deposited at increasing substrate temperature.

As the deposition process (precursors deposition rates and
their ratio) was optimized for substrate at RT, it is not surprising
that the corresponding devices are the more efficient within the
series. With a bandgap of 1.67 eV (Fig. 4c), they showed (average
values) short circuit current density (J;) of 19.1 mA cm ™2, open-
circuit voltage of 1.14 V and a fill factor (FF) of 81%, resulting in
a PCE of 17.5%, with record pixels at 18.1%. These parameters
are similar or even higher compared to best-in-class wide
perovskite solar cells fabricated by vacuum deposition, with
similar composition and bandgap.®® At lower substrate
temperatures, the J,. is substantially reduced (10.6 and 13.1 mA
em™ for films grown at substrate temperatures at —20 °C and
0 °C, respectively). For these devices the FF and V. are much
reduced compared to RT deposited reference (approximately
55% and 1.00 V). As a result of these parameters, the PCE is low
6-8%, indicating hindered charge extraction and a high rate of
non-radiative recombination. For the solar cells containing the
films deposited at substrate temperatures above RT (50 °C and
75 °C), we also observe a decrease of the overall power output of
the solar cells, although less pronounced as compared to the
low-temperature deposited ones. The J,. decreases to 17.3 and
13.8 mA cm 2, and the FF to 72% and 68%, when the temper-
ature of the substrate is raised to 50 °C and 75 °C, respectively.
Interestingly, the average V,. for solar cells with perovskite
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deposited from 25 °C to 75 °C is unvaried, in spite of the trends
observed for the PLQY and TRMC discussed above.

Profound information is embedded within J-V curves,
especially when measured at multiple illumination intensities.
The dominant recombination loss can be identified when
simultaneously fitting /-V curves at multiple light intensities
with drift-diffusion software.* For this purpose, we employ the
open-source drift-diffusion software SIMsalabim.®¢

A list of all input parameters used in the SIMsalabim simu-
lations can be found in the ESI.{ The free parameters are listed
in Table 1. Due to the presence of hysteresis in the /-V curves,
bulk traps, interface traps, ion concentration, and ion mobility
are set as free parameters, in addition to the electron and hole
mobilities.

A good agreement between the experimental and simulated
J-V curves is found with these parameter sets, as can be seen in
Fig. 5. Therefore, we are able to propose the reason(s) behind
the superior performance of the device that contains the
perovskite film deposited at 25 °C substrate temperature
(hereafter referred to as the ‘best device’). Additionally, we will
examine potential improvements for the other devices to
ascertain whether the optimal performance at 25 °C is a result
of long-term optimization of the deposition process at this
temperature or if it is inherently superior.

© 2025 The Author(s). Published by the Royal Society of Chemistry
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Table 1 Free parameters used in the drift-diffusion software, to simulate simultaneously the J-V curves at three illumination intensities for the
devices containing perovskite films deposited at increasing substrate temperatures

Value per substrate temperature

Parameter Symbol —20 °C 0°C 25 °C 50 °C 75 °C

Transport in perovskite

Electron mobility Un 8 x 107° 4x107* 6 x 1074 8 x 1074 2x 1074 m>v?ts?
Hole mobility Hp 2 x107* 4x107* 1x107* 1x10* 1x107" m’ v is!
Trapping of electrons and holes

Bulk trap density N bulk 2.5 x 10%? 2.3 x 10*? 3.5 x 10*? 1.1 x 10* 1.4 x 10% m™
HTL/perovskite interface trap density ~ Niine,p 1 x 10" 1 x 10" 5 x 10" 5 x 10™ 5 x 10" m >
Perovskite/ETL interface trap density Niintn 2 x 10" 5 x 107 x 10%° x 10%° 3 x 10%° m2

Ions

Anion concentration Nanion 1 x 10*2 1 x 10*? 5 x 10 5 x 10% 5 x 10% m
Cation concentration Neation 4 x 10** 5 x 10%? 5 x 10% 5 x 10% 5 x 10% m—
Anion mobility Uanion 5x 10 5x 107 5x 10 5x 107 3x107" m?>v st
Cation mobility Heation 5x 10 5x 107! 5x 107! 5x 10" 7 x 10" m?>v st

Distinct recombination mechanisms appear to dominate the
performance of the devices employing perovskite films depos-
ited below and above room temperature. According to the drift-
diffusion simulations, the devices with the perovskite deposited
below 25 °C substrate temperature are significantly hindered by
low electron mobility and high interface trap densities. For
instance, when comparing the device with the perovskite
deposited at —20 °C substrate temperature to the best device,
a good agreement with the experimental data is obtained only

when the electron mobility is reduced by approximately an
order of magnitude. If the electron mobility is set to the same
value as the best device, the J,. increases to 17.0 mA cm ™ 2. The
significant drop in V,. from 1.15 to 1.0 V for these devices,
respectively, is explained by an increase in the interface trap
density at both transport layers. Fig. 6a shows that removing
these interface traps would improve the V,. to 1.12 V. When
enhancing the electron mobility and removing the interface
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Fig.5 J-V characteristics of the vacuum deposited wide bandgap perovskite solar cells for multiple light intensities and at (a) —20 °C (b) 0 °C (c)
25°C (d) 50 °C and (e) 75 °C substrate temperatures. The open symbols represent the experimental data; the solid lines the simulations. First the
forward scan from Vi t0 Vimax is performed and afterwards the backward scan from Viax t0 Vinin.
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traps at the same time, the device efficiency would surpass that
of the best device. The PCE improves from 16.5% to 17.3%.
The devices with the perovskite films prepared above 25 °C
substrate temperature, are hindered by bulk traps, lower ions
and electron mobility. The ion mobility of the devices with the
perovskite film deposited at 75 °C substrate temperature is two
orders of magnitude lower than all other devices in this series.
This is not surprising, as only than the experimental /-V data
shows profound hysteresis. Here, the ions are too slow to keep
up with the scan speed of 0.1 V s~ '. As expected, when the ion
concentrations are decreased or the ion mobilities are
increased, the hysteresis disappears (see Fig. S81). Additionally,
the J-V curve remains largely unaffected in terms of shape, Jg,
Voe and FF. In other words, considering ion concentration and
mobility will not enhance device performance, except for
reducing hysteresis. On the other hand, when the bulk trap
density is decreased, the J;. improves significantly, from 12.9 to
19.3 mA cm ™ (see Fig. 6b). The same happens for the electron
mobility, but to a lesser extent. The J,. becomes 17.6 mA cm 2.
Also, with improved electron mobility, the hysteresis is reduced,
whereas reducing the bulk trap density does not have the same
effect. When both parameters are improved simultaneously, the
resulting /. does not represent a superposition of the individual
improvements. This suggests that beyond this point, another
factor starts to constrain the J,., likely absorption losses. This is
indicated by the UV-vis spectra in Fig. 1a that shows that the
optical absorbance reduces for films prepared at substrate
temperatures from 25 to 75 °C. Yet, this is not incorporated in
the simulations, which may result in an underestimation of the
electron mobility at 75 °C substrate temperature. The electron
mobility of the devices employing the perovskite deposited at
50 °C substrate temperature, surpasses that of the best device.
Additionally, the effective mobility continues to increase in the
TRMC measurements for devices using perovskite deposited at
substrate temperatures of 75 °C. In any case, the drop in J, is
attributed to a combination of factors that all point to the fact
that the perovskite itself limits the device performance. These
factors are absorption losses, higher bulk trap density, lower ion
concentration, lower ion and electron mobility. Similarly, for
devices using perovskites prepared at substrate temperatures
below 25 °C, the substantial increase in the number of interface
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traps on both sides, coupled with the low electron mobility,
indicates that the perovskite active layer is the limiting factor
and not either of the charge extraction layers. That the perov-
skite is the limiting factor and not the HTL and/or ETL, even for
interface traps, is because the interface trap density increases
on both sides. Therefore, at the HTL/perovskite and perovskite/
ETL interfaces, the perovskite compatibility seems poor.

In view of the high charge carrier mobility (obtained by
TRMC and confirmed by simulations) and the long recombi-
nation lifetime, the perovskite films deposited with substrate
temperature of 75 °C are very promising for application in solar
cells. In order to understand their inferior device performance,
we have deposited the perovskite at 75 °C in the same run on
different substrates: glass, glass/ITO and glass/ITO/TaTm. As
evident in Fig. S9a,T the optical absorption profiles suggest that
the material formation at this substrate temperature is strongly
dependent on the underlying layer. While on glass the material
shows a steep optical absorption and intense diffraction pattern
(Fig. S9b and ct), on ITO and TaTm both the absorbance close
to the bandgap and the SNR of the diffraction patterns are much
lower. As our solar cells use ITO/TaTm as the substrate for the
perovskite deposition, it is not surprising that the devices using
the perovskites deposited at high substrate temperature
underperform compared to those based on the perovskites
deposited at RT. As the TRMC analysis are carried out on
perovskite films deposited on silica, hence the higher mobility
observed with this technique. The origin of the strong depen-
dence on the substrate surface for the perovskite grown at 75 °C
is not fully understood. At high temperature, the FAI adhesion
would be hindered, even more on a non-polar surface such as
TaTm. We did attempt to improve the perovskite formation at
this temperature by reducing the deposition rates of the cesium
and lead precursors (nominally increasing the FAI content), but
only marginal differences were observed when the perovskite
was deposited on TaTm.

From the point of view of the morphology, the perovskite
films deposited at low substrate temperature (—20 °C) are also
interesting, as the film cross section appears very compact with
a smooth surface (Fig. 2), which is beneficial for optoelectronic
devices. For this reason, we modified the deposition rates for
this substrate temperature, in an attempt to recover the device

© 2025 The Author(s). Published by the Royal Society of Chemistry
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functioning. In this case, as suggested by the thickness and the
temperature-dependent adhesion of organic materials, a higher
incorporation of FAI is expected at low temperature. In order to
tune the perovskite composition deposited at —20 °C, we hence
increased the Pb(I,_,Br,), deposition rate from 0.35 A s™* to
0.45 A s7' and 0.55 A s, keeping the rest of the process
unchanged. As the process is terminated when the lead halide
sensor reading reaches 280 nm, increasing its rate results in
a lower degree of FAI intake and hence thinner films, as
confirmed by SEM cross-section (Fig. 7a).

The compact structure is maintained at this substrate
temperature, although a more granular texture appears when
the Pb(I, ,Br,), deposition rate is increased, especially evident
at the highest rate. The diffraction patterns (Fig. 7b) also change
accordingly, with a reorientation of the main reflections indi-
cating a preferential orientation along the b-axis (perpendicular
to the substrate), as evidenced by the two main reflections at 26
= 14.2° and 26 = 28.6° observed for the samples deposited at
0.55 A s7*. This sharpening and intensification of the (100) and
(200) peaks suggest a strong (100) texture, indicating that higher
deposition rates promote more oriented crystalline growth.

The PL intensity was found to diminish and the peak to blue-
shift with higher Pb(I; ,Br,), deposition rate (Fig. S10at), the
latter obviously caused by the higher bromide content (also
observed from the optical absorption in Fig. S10bt). Solar cells
with the same p-i-n structure as described above were prepared
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for this series of perovskites prepared at substrate T = —20 °C
and with different Pb(I, ,Br,), deposition rates (Fig. S11). We
obtained improved and high performing devices for Pb(I;_,-
Br,), deposition rate of 0.45 A s™*. When further increasing the
deposition rate of Pb(I,_,Br,), the device performance is
reduced. On average, the best devices containing the perov-
skites obtained at the 0.45 A s~* deposition rate of Pb(I;_,Br,),
showed Jg. of 19.1 mA cm ™2, V. = 1.12 and FF = 78%, resulting
in a PCE of 16.8%, which is close to that of the devices prepared
with perovskites deposited at room temperature. These opti-
mized perovskite films deposited at —20 °C were further
analyzed by TRMC as shown in Fig. 7c and S12.1 Most inter-
estingly, a substantial increase in signal intensity and lifetime is
visible upon optimization of the deposition rate. The obtained
signal is comparable to the perovskite film deposited on the
substrate at 25 °C. Moreover, from Fig. S12,7 it can be
concluded that for the optimized sample more second order
recombination is present, as deduced by the enhanced
intensity-dependent behavior than observed in the original
sample. This confirms the beneficial effect of optimizing the FAI
rate.

The predicted improvements in device parameters from the
drift-diffusion simulations are confirmed, particularly the
increase in electron mobility and the reduction in interface trap
densities (see Table S31 and Fig. 7d). However, a slight increase
in bulk trap density and a reduction in hole mobility is
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Fig. 7

(a) SEM cross-sections (scale bar 300 nm) and (b) XRD patterns of perovskite films obtained with increasing deposition rates of the lead

halide precursor, and deposited with substrate temperature of —20 °C. (c) TRMC traces for the perovskite films obtained at different substrate
temperatures, with a Pb(l;_,Br,), deposition rate of 0.35 A s~* and 0.45 A s~* for the optimized samples at —20 °C, recorded for above-bandgap
excitations at the same fluence of 5-8 x 10*° photons per cm? per pulse. (d) J-V curve at —20 °C substrate temperature optimized for the
Pb(l;_4Br,), deposition rate (0.45 A s71). The open symbols represent the experimental data; the solid lines the simulations. (e) J-V curve under
simulated solar illumination for the record device obtained with the substrates and (f) comparison of the thermal stability of devices obtained at

25°C and —-20 °C.
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observed, though these factors have a minimal impact on the
overall solar cell performance. In fact, both the J. and V,. are
very close to those of the devices containing perovskites
prepared at substrate room temperature (25 °C). This finding is
corroborated by the TRMC measurements, where the effective
mobility of the optimized perovskite (—20 °C) is nearly identical
to that of the perovskite prepared at a substrate at room
temperature. The main difference between the device parame-
ters of the optimized device and device prepared with substrate
at room temperature, is that the former has a reduced ionic
concentration in the perovskite (as the original device at —20 °C
substrate temperature had less ions). This result suggests that
using lower substrate temperatures during fabrication may
reduce the mobile ion concentration in the perovskite, favoring
device functioning.

Using the optimized deposition rate of 0.45 A s™' for
Pb(I, ,Br,), at a substrate temperature of —20 °C, we increased
the perovskite film thickness to approximately 750 nm and
integrated these layers in solar cells. This led to devices with J,.
up to 20.0 mA cm > and PCE = 18.9% (record pixel in Fig. 7e).
These are among the highest performing fully vacuum-
deposited solar cells reported to date for a bandgap of
1.65 eV. We evaluated the stability of these devices and
compared them to reference solar cells containing perovskites
produced with the substrate at room temperature. Devices were
continuously stressed at 85 °C in the dark, periodically
measuring their /-V curves to extract the PCE. As reported in
Fig. 7f, the reference devices were not thermally stable, decaying
to 70% of the initial PCE after 4 days at 85 °C. On the other
hand, solar cells with perovskites deposited at low substrate
temperature (—20 °C) showed a much improved thermal
stability, with ¢o5 (time to reach 95% of the initial PCE) of 16
days (384 hours). Stressing the same devices under illumination
accelerates the performance decay (o5 of 6 days, Fig. S137).
However, the solar cells using perovskites deposited with
substrate temperature —20 °C retains 80% of the initial PCE
after 600 hours under illumination at 65 °C. We ascribe the
stability enhancement to the more compact morphology that
can be attained with our deposition process at low substrate
temperature, leading to less defect (ionic) density, as also
confirmed by the numerical simulations.

Conclusion

We have investigated the influence of the substrate temperature
(=20 °C to 75 °C) on the properties of vacuum deposited
multicomponent Cs,,FAq gPb(I, ¢Bry,); wide bandgap perov-
skite. The morphology of the films is found to be profoundly
affected by the deposition temperature. These changes entail
variations in the material properties, both optical and elec-
tronic. By time-resolved microwave conductivity, we observed
an increase of the effective mobility of the mobile charge
carriers and a longer recombination lifetime when increasing
the substrate temperature from —20 °C to 75 °C, in line with
increase in grain size at higher temperature. For lower substrate
temperatures, the carrier transport properties are thought to be
limited by the small grains and excess of FAI at grain
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boundaries. Although these properties are not directly trans-
lated in an improved device functioning, drift-diffusion simu-
lations also confirmed the increased effective mobility, but also
highlights other loss mechanisms responsible for the perfor-
mance of perovskite diodes. At substrate temperatures below
25 °C, low electron mobility in combination with high interface
trap densities significantly hinder the device performance.
Above 25 °C, bulk traps, electron mobility, ions, and absorption
losses are the limiting factors. These simulation results suggest
the perovskite layer itself constrains the overall performance.
Indeed, when optimizing the deposition rates and using
a substrate temperature of —20 °C, we are able to obtain wide
bandgap perovskite solar cells with enhanced performance and
also improved thermal stability. This work demonstrates the
potential of the substrate temperature during as an additional
and important parameter to tune the deposition process
towards better quality materials.

Methodology
Materials

TaTm, CsI and PbBr, were obtained from Tokyo Chemical
Industry. CS90112 and Pbl, were purchased from Lumines-
cence Technology Corp. FAI was obtained from Greatcell Solar
Materials. Fullerene (Cgo) was obtained from Merck KGaA.

Film and device preparation

ITO-coated glass substrates were subsequently cleaned with
soap (2% Mucasol™ in water), water and isopropanol in an
ultrasonic bath, followed by 20 min UV-ozone treatment. The
substrates were transferred to a vacuum chamber integrated in
a nitrogen-filled glovebox and evacuated to a pressure of 10 °
mbar for the charge extraction layers' deposition. In general, the
deposition rate for the TaTm and Cg, was 0.5 A s7* while the
thinner CS90112 and BCP were deposited at 0.2 A s™*. Ag was
evaporated in a separate vacuum chamber using aluminum
boats as sources. The perovskite was evaporated in a dedicated
vacuum chamber, equipped with four evaporation sources (M.
Braun Inertgas-Systeme GmbH) with independent temperature
controllers and shutters. All sources have a dedicated QCM
sensor above and the materials are loaded in alumina crucibles.
All sources were individually calibrated for their respective
materials and no cross-reading between materials is ensured by
the relative position of the sources, shutters and sensors. The
mixed halide Pb(I; ,Br,), precursor was prepared by mixing in
an alumina crucible the calculated amounts of Pbl, and PbBr,,
and by heating them at 380 °C for 5 minutes, when complete
melting of the mixture is achieved. During the Csg,FAg -
Pb(I, ¢Br,,)s perovskite deposition, the deposition rates of FAI,
CsI and Pb(I,_,Br,), were kept constant at 0.45 As™*, 0.1 As™*
and 0.35 A s™*. During the perovskite deposition, the pressure
of the chamber was maintained at 8 x10~® mbar. The temper-
ature of the substrates was changed from —20 °C to 75 °C, and
the temperature was controlled with an oil chiller connected to
the copper sample holder. Typical sublimation temperatures for
the precursors were 150 °C for FAI, 260 °C for the Pb(I;_,Br,),

© 2025 The Author(s). Published by the Royal Society of Chemistry
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mixture and 410 °C for Csl. All devices were coated with Al,O3
(30 nm) by atomic layer deposition (Arradiance’s GEMStar XT
Thermal ALD) prior to the characterization, which was carried
out in ambient atmosphere.

Materials characterization

Absorption spectra were collected using fiber optics based
Avantes Avaspec2048 Spectrometer. The photoluminescence
spectra were measured with an Avantes Avaspec2048 spec-
trometer and films were illuminated with a diode laser of
Integrated Optics, emitting at 515 nm. All spectra were collected
with an integration time of 1 s. The XRD patterns were collected
in Bragg-Brentano geometry on an Empyrean PANalytical
powder diffractometer with a copper anode operated at 45 kv
and 40 mA. Scanning Electron Microscopy (SEM) was performed
with a high-resolution field-emission Hitachi SU8010 micro-
scope operating at an accelerating voltage of 2 kV over platinum-
metallized samples. Steady state photocarrier grating (SSPG)
measurements were carried out using a He-Ne laser with 15
mW power and 632 nm wavelength. Samples for SSPG consists
in perovskite films deposited on glass, coated with two 5 mm
wide Au electrodes separated by a 0.5 mm gap. Using neutral
density filters, a generation rate of 3 x 10! (em™® s~ "), which is
close to 1 sun equivalent intensity, was obtained. Time-resolved
microwave measurements were carried out under N, by placing
the perovskite films in a sealed microwave cavity cell. Charge
carrier photoexcitation was performed by a nanosecond pulsed
laser light, at 600 nm with varying laser fluences (between 10° to
10" photons per cm” per pulse) adjusted by using neutral
density filter. For probing microwaves in the range 8.2-12.4 GHz
is used. The normalized reduction in microwave power due to
the interaction with free, mobile carriers was recorded over
time, AG(t), according to the relation AP(t)/P = —KAG(t). The
sensitivity factor, K, applied to all measurements is 78 000. The
maximum TRMC signal is interpreted as the product of the sum
of the charge carrier mobilities and the charge carrier yield. All
the traces have been normalized for the incident laser intensity,
Iy, and the fraction of absorbed light, F,, at 600 nm. Further
information about the instrumental set-up and analyses are
provided in previous studies.®”*®

Device characterization

JV curves were recorded using a Keithley 2612A SourceMeter in
a —0.2 and 1.2 V voltage range, with 0.01 V steps and integrating
the signal for 20 ms after a 10 ms delay, corresponding to a scan
speed of about 0.1 V s™'. The devices were illuminated under
a Wavelabs Sinus 70 LED solar simulator. The light intensity
was adjusted before every measurement using a calibrated Si
reference diode. The active area, defined as the overlap between
the bottom ITO and the top metal electrodes, was 5.5 x 1.5
mm?. For the characterization under illumination, a shadow
mask defining an area of 5 x 1 mm? was used. For the sensitive
EQE measurements, the cell was illuminated by a Quartz-
Tungsten-Halogen lamp (Newport Apex 2-QTH) through
a monochromator (Newport CS130-USB-3-MC), a chopper at
279 Hz and a focusing lens. The device current was measure as

© 2025 The Author(s). Published by the Royal Society of Chemistry
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a function of energy from 2.1 eV to 1.2 €V in 0.02 eV steps using
a lock-in amplifier. The system was calibrated and the solar
spectrum mismatch was corrected using a calibrated silicon
reference cell. Fast EQE measurements were performed on
a QE-R system from Enlitech.

Simulations

A list of all input parameters can be found in the ESIL.{ The
experimentally-obtained thickness and bandgap of the perov-
skite films were used as input parameters. Material optics are
also incorporated in the drift-diffusion simulations by using the
transfer matrix model.**” For this purpose, the solar simulator
spectrum as specified by the manufacturer is obtained, and the
complex refractive index of TaTm and the perovskite at
a substrate temperature of —20 °C is determined through
ellipsometry (see Fig. S9t). The complex refractive index of Cg
is obtained from the literature.”

Data availability

Data from the manuscript will be made available at the
University of Valencia's repository Roderic (https://
roderic.uv.es/) and European repository Zenodo (https://
zenodo.org/).

Conflicts of interest

There are no conflicts to declare.

Acknowledgements

Funded by the European Union. We acknowledge funding from
the European Research Council (ERC) under the European
Union's Horizon 2020 Research and Innovation Program (Grant
Agreement No. 834431). Views and opinions expressed are,
however, those of the author(s) only and do not necessarily
reflect those of the European Union or CINEA. Neither the
European Union nor the granting authority can be held
responsible for them. VALHALLA project has received funding
from Horizon Europe Research and Innovation Action Pro-
gramme under Grant Agreement no. 101082176. Authors
acknowledge support from the Comunitat Valenciana (CISEJI/
2022/43), the Spanish Ministry of Science and Innovation
(MCIN), and the State Research Agency (AEI): project PCI2023-
145969-2 funded by MCIN/AEI/10.13039/501100011033 and co-
funded by the European Union.

References

1 A. Kojima, K. Teshima, Y. Shirai and T. Miyasaka, J. Am.
Chem. Soc., 2009, 131, 6050-6051.

2 M. M. Lee, J. Teuscher, T. Miyasaka, T. N. Murakami and
H. J. Snaith, Science, 2012, 338, 643-647.

3 H.-S. Kim, C.-R. Lee, J.-H. Im, K.-B. Lee, T. Moehl,
A. Marchioro, S.-J. Moon, R. Humphry-Baker, J.-H. Yum,
J. E. Moser, M. Gritzel and N.-G. Park, Sci. Rep., 2012, 2, 591.

EES Sol, 2025, 1, 391-403 | 401


https://roderic.uv.es/
https://roderic.uv.es/
https://zenodo.org/
https://zenodo.org/
http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d5el00021a

Open Access Article. Published on 14 May 2025. Downloaded on 1/23/2026 9:50:31 PM.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

EES Solar

4 S. De Wolf, J. Holovsky, S.-J. Moon, P. Loper, B. Niesen,
M. Ledinsky, F.-J. Haug, J.-H. Yum and C. Ballif, J. Phys.
Chem. Lett., 2014, 5, 1035-1039.

5 S. D. Stranks, G. E. Eperon, G. Grancini, C. Menelaou,
M. J. P. Alcocer, T. Leijtens, L. M. Herz, A. Petrozza and
H. J. Snaith, Science, 2013, 342, 341-344.

6 Q. Dong, Y. Fang, Y. Shao, P. Mulligan, J. Qiu, L. Cao and
J. Huang, Science, 2015, 347, 967-970.

7 C. Wehrenfennig, G. E. Eperon, M. B. Johnston, H. J. Snaith
and L. M. Herz, Adv. Mater., 2014, 26, 1584-1589.

8 T. M. Brenner, D. A. Egger, L. Kronik, G. Hodes and
D. Cahen, Nat. Rev. Mater., 2016, 1, 15007.

9 W. Yin, T. Shi and Y. Yan, Adv. Mater., 2014, 26, 4653-4658.

10 D. Meggiolaro, S. G. Motti, E. Mosconi, A. J. Barker, J. Ball,
C. Andrea Riccardo Perini, F. Deschler, A. Petrozza and
F. De Angelis, Energy Environ. Sci., 2018, 11, 702-713.

11 J. H. Noh, S. H. Im, J. H. Heo, T. N. Mandal and S. 1l Seok,
Nano Lett., 2013, 13, 1764-17609.

12 C. C. Stoumpos, C. D. Malliakas and M. G. Kanatzidis, Inorg.
Chem., 2013, 52, 9019-9038.

13 G. E. Eperon, S. D. Stranks, C. Menelaou, M. B. Johnston,
L. M. Herz and H. J. Snaith, Energy Environ. Sci., 2014, 7, 982.

14 L. Protesescu, S. Yakunin, M. I. Bodnarchuk, F. Krieg,
R. Caputo, C. H. Hendon, R. X. Yang, A. Walsh and
M. V. Kovalenko, Nano Lett., 2015, 15, 3692-3696.

15 I. Vurgaftman, J. R. Meyer and L. R. Ram-Mohan, J. Appl.
Phys., 2001, 89, 5815-5875.

16 R. Swartwout, M. T. Hoerantner and V. Bulovi¢, Energy
Environ. Mater., 2019, 2, 119-145.

17 M. A. Scarpulla, B. McCandless, A. B. Phillips, Y. Yan,
M. J. Heben, C. Wolden, G. Xiong, W. K. Metzger, D. Mao,
D. Krasikov, I. Sankin, S. Grover, A. Munshi, W. Sampath,
J- R. Sites, A. Bothwell, D. Albin, M. O. Reese, A. Romeo,
M. Nardone, R. Klie, J. M. Walls, T. Fiducia, A. Abbas and
S. M. Hayes, Sol. Energy Mater. Sol. Cells, 2023, 255, 112289.

18 J. Avila, C. Momblona, P. P. Boix, M. Sessolo and H. J. Bolink,
Joule, 2017, 1, 431-442.

19 Y. Vaynzof, Adv. Energy Mater., 2020, 10(48), 2003073.

20 T. Abzieher, D. T. Moore, M. Rof3, S. Albrecht, J. Silvia,
H. Tan, Q. Jeangros, C. Ballif, M. T. Hoerantner, B.-S. Kim,
H. ]J. Bolink, P. Pistor, J. C. Goldschmidt, Y.-H. Chiang,
S. D. Stranks, J. Borchert, M. D. McGehee, M. Morales-
Masis, J. B. Patel, A. Bruno and U. W. Paetzold, Energy
Environ. Sci., 2024, 17, 1645-1663.

21 C. Momblona, O. Malinkiewicz,
A. Soriano, L. Gil-Escrig, E. Bandiello, M. Scheepers,
E. Edri and H. ]J. Bolink, APL Mater., 2024, 2, 081504.

22 J. B. Patel, A. D. Wright, K. B. Lohmann, K. Peng, C. Q. Xia,
J. M. Ball, N. K. Noel, T. W. Crothers, J. Wong-Leung,
H. J. Snaith, L. M. Herz and M. B. Johnston, Adv. Energy
Mater., 2020, 10(10), 1903653.

23 W. Li, Y. Xu, J. Peng, R. Li, J. Song, H. Huang, L. Cui and
Q. Lin, ACS Appl. Mater. Interfaces, 2021, 13, 2971-2978.

24 J. Zhao, J. Li, X. Liu, L. J. Bannenberg, A. Bruno and
T. ]. Savenije, ACS Appl. Energy Mater., 2022, 5, 7049-7055.

25 F. U. Kosasih, E. Erdenebileg, N. Mathews, S. G. Mhaisalkar
and A. Bruno, Joule, 2022, 6, 2692-2734.

C. Roldan-Carmona,

402 | EES Sol., 2025, 1, 391-403

View Article Online

Paper

26 J. Park, J. Kim, H.-S. Yun, M. J. Paik, E. Noh, H. J. Mun,
M. G. Kim, T. J. Shin and S. Il Seok, Nature, 2023, 616,
724-730.

27 C. Momblona, L. Gil-Escrig, E. Bandiello, E. M. Hutter,
M. Sessolo, K. Lederer, J. Blochwitz-Nimoth and
H. J. Bolink, Energy Environ. Sci., 2016, 9, 3456-3463.

28 D. Pérez-del-Rey, P. P. Boix, M. Sessolo, A. Hadipour and
H. J. Bolink, J. Phys. Chem. Lett., 2018, 9, 1041-1046.

29 M. Rof3, L. Gil-Escrig, A. Al-Ashouri, P. Tockhorn, M. Jost,
B. Rech and S. Albrecht, ACS Appl. Mater. Interfaces, 2020,
12, 39261-39272.

30 J. Li, H. Wang, X. Y. Chin, H. A. Dewi, K. Vergeer, T. W. Goh,
J. W. M. Lim, J. H. Lew, K. P. Loh, C. Soci, T. C. Sum,
H. J. Bolink, N. Mathews, S. Mhaisalkar and A. Bruno,
Joule, 2020, 4, 1035-1053.

31 Y. Choi, D. Koo, G. Jeong, U. Kim, H. Kim, F. Huang and
H. Park, Energy Environ. Sci., 2022, 15, 3369-3378.

32 H. Li, J. Zhou, L. Tan, M. Li, C. Jiang, S. Wang, X. Zhao,
Y. Liu, Y. Zhang, Y. Ye, W. Tress and C. Yi, Sci. Adv., 2022,
8(28), DOIL: 10.1126/sciadv.abo7422.

33 S. Hsiao, H. Lin, W. Lee, W. Tsai, K. Chiang, W. Liao,
C. Ren-Wu, C. Chen and H. Lin, Adv. Mater., 2016, 28,
7013-7019.

34 K. L. Heinze, O. Dolynchuk, T. Burwig, J. Vaghani, R. Scheer
and P. Pistor, Sci. Rep., 2021, 11, 15299.

35 I. Susic, L. Gil-Escrig, F. Palazon, M. Sessolo and H. J. Bolink,
ACS Energy Lett., 2022, 7, 1355-1363.

36 H. Li, L. Tan, C. Jiang, M. Li, J. Zhou, Y. Ye, Y. Liu and C. Yi,
Adv. Funct. Mater., 2023, 33(10), 2211232.

37 K. B. Lohmann, S. G. Motti, R. D. ]. Oliver, A. J. Ramadan,
H. C. Sansom, Q. Yuan, K. A. Elmestekawy, J. B. Patel,
J. M. Ball, L. M. Herz, H. ]J. Snaith and M. B. Johnston, ACS
Energy Lett., 2022, 7, 1903-1911.

38 B.-S. Kim, L. Gil-Escrig, M. Sessolo and H. J. Bolink, J. Phys.
Chem. Lett., 2020, 11, 6852-6859.

39 M. Piot, J. E. S. Alonso, K. P. S. Zanoni, N. Rodkey,
F. Ventosinos, C. Roldan-Carmona, M. Sessolo and
H. Bolink, ACS Energy Lett., 2023, 8, 4711-4713.

40 S. Olthof and K. Meerholz, Sci. Rep., 2017, 7, 40267.

41 K. B. Lohmann, J. B. Patel, M. U. Rothmann, C. Q. Xia,
R. D. ]. Oliver, L. M. Herz, H. J. Snaith and M. B. Johnston,
ACS Energy Lett., 2020, 5, 710-717.

42 V. Reddy P, S. Maniyarasu, R. Dileep K, R. K. Battula,
P. U. Bhaskar, E. Ramasamy and G. Veerappan, J. Alloys
Compd., 2021, 888, 161448.

43 M. Liu, M. B. Johnston and H. J. Snaith, Nature, 2013, 501,
395-398.

44 A. S. Subbiah, A. Halder, S. Ghosh, N. Mahuli, G. Hodes and
S. K. Sarkar, J. Phys. Chem. Lett., 2014, 5, 1748-1753.

45 S. Wang, L. K. Ono, M. R. Leyden, Y. Kato, S. R. Raga,
M. V. Lee and Y. Qi, J. Mater. Chem. A, 2015, 3, 14631-14641.

46 K. Oura, M. Katayama, A. V. Zotov, V. G. Lifshits,
A. A. Saranin, Elementary Processes at Surfaces I
Adsorption and Desorption, in, Surface Science, Advanced
Texts in Physics, Springer, Berlin, Heidelberg, 2003, DOI:
10.1007/978-3-662-05179-5_12.

© 2025 The Author(s). Published by the Royal Society of Chemistry


https://doi.org/10.1126/sciadv.abo7422
https://doi.org/10.1007/978-3-662-05179-5_12
http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d5el00021a

Open Access Article. Published on 14 May 2025. Downloaded on 1/23/2026 9:50:31 PM.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Paper

47 M. J. Bakbo, O. Hansen, I. Chorkendorff and
P. C. K. Vesborg, RSC Adv., 2018, 8, 29899-29908.

48 R. Kottokkaran, H. A. Gaonkar, H. A. Abbas, M. Noack and
V. Dalal, J. Mater. Sci.:Mater. Electron., 2019, 30, 5487-5494.

49 S. Mariotti, E. Kohnen, F. Scheler, K. Sveinbjornsson,
L. Zimmermann, M. Piot, F. Yang, B. Li, J. Warby,
A. Musiienko, D. Menzel, F. Lang, S. Kef3ler, I. Levine,
D. Mantione, A. Al-Ashouri, M. S. Hartel, K. Xu, A. Cruz,
J. Kurpiers, P. Wagner, H. Kobler, J. Li, A. Magomedov,
D. Mecerreyes, E. Unger, A. Abate, M. Stolterfoht,
B. Stannowski, R. Schlatmann, L. Korte and S. Albrecht,
Science, 2023, 381, 63-69.

50 X. Y. Chin, D. Turkay, J. A. Steele, S. Tabean, S. Eswara,
M. Mensi, P. Fiala, C. M. Wolff, A. Paracchino, K. Artuk,
D. Jacobs, Q. Guesnay, F. Sahli, G. Andreatta, M. Boccard,
Q. Jeangros and C. Ballif, Science, 2023, 381, 59-63.

51 S. Wu, Y. Yan, J. Yin, K. Jiang, F. Li, Z. Zeng, S.-W. Tsang and
A. K.-Y. Jen, Nat. Energy, 2024, 9, 411-421.

52 D. Yu, M. Pan, G. Liu, X. Jiang, X. Wen, W. Li, S. Chen,
W. Zhou, H. Wang, Y. Lu, M. Ma, Z. Zang, P. Cheng, Q. Ji,
F. Zheng and Z. Ning, Nat. Energy, 2024, 9, 298-307.

53 H. Gao, K. Xiao, R. Lin, S. Zhao, W. Wang, S. Dayneko,
C. Duan, C. Ji, H. Sun, A. D. Bui, C. Liu, J. Wen, W. Kong,
H. Luo, X. Zheng, Z. Liu, H. Nguyen, ]J. Xie, L. Li,
M. I. Saidaminov and H. Tan, Science, 2024, 383, 855-859.

54 L. Gil-Escrig, C. Dreessen, F. Palazon, Z. Hawash, E. Moons,
S. Albrecht, M. Sessolo and H. J. Bolink, ACS Energy Lett.,
2021, 6, 827-836.

55 L. Gil-Escrig, 1. Susic, I. Dogan, V. Zardetto, M. Najafi,
D. Zhang, S. Veenstra, S. Sedani, B. Arikan, S. Yerci,
H. ]J. Bolink and M. Sessolo, Adv. Funct. Mater., 2023,
33(31), 2214357.

56 C. Momblona, L. Gil-Escrig, E. Bandiello, E. M. Hutter,
M. Sessolo, K. Lederer, J. Blochwitz-Nimoth and
H. J. Bolink, Energy Environ. Sci., 2016, 9, 3456-3463.

57 J. Li, H. A. Dewi, H. Wang, J. Zhao, N. Tiwari, N. Yantara,
T. Malinauskas, V. Getautis, T. J. Savenije, N. Mathews,

© 2025 The Author(s). Published by the Royal Society of Chemistry

View Article Online

EES Solar

S. Mhaisalkar and A. Bruno, Adv. Funct. Mater., 2021,
31(42), 2103252.

58 O. G. Reid, M. Yang, N. Kopidakis, K. Zhu and G. Rumbles,
ACS Energy Lett., 2016, 1, 561-565.

59 R. Briiggemann, J. Phys.:Conf. Ser., 2010, 253, 012081.

60 O. Almora, C. I. Cabrera, J. Garcia-Cerrillo, T. Kirchartz,
U. Rau and C. J. Brabec, Adv. Energy Mater., 2021, 11(46),
2100022.

61 T. S. Sherkar, C. Momblona, L. Gil-Escrig, J. Avila,
M. Sessolo, H. J. Bolink and L. J. A. Koster, ACS Energy
Lett., 2017, 2, 1214-1222.

62 G. Richardson, S. E. J. O'Kane, R. G. Niemann, T. A. Peltola,
J. M. Foster, P. ]. Cameron and A. B. Walker, Energy Environ.
Sci., 2016, 9, 1476-1485.

63 Y.-H. Chiang, K. Frohna, H. Salway, A. Abfalterer, L. Pan,
B. Roose, M. Anaya and S. D. Stranks, ACS Energy Lett.,
2023, 8, 2728-2737.

64 V. M. Le Corre, T. S. Sherkar, M. Koopmans and
L. J. A. Koster, Cell Rep. Phys. Sci., 2021, 2, 100346.

65 M. Koopmans, V. Corre and L. Koster, J. Open Source Softw.,
2022, 7, 3727.

66 S. Heester, T. S. Sherkar, V. M. Le Corre, M. Koopmans,
F. Wobben and L. J. A. Koster, SIMsalabim Project, https://
github.com/kostergroup/SIMsalabim.

67 E. M. Hutter, G. E. Eperon, S. D. Stranks and T. J. Savenije, /.
Phys. Chem. Lett., 2015, 6, 3082-3090.

68 T. J. Savenije, D. Guo, V. M. Caselli and E. M. Hutter, Adv.
Energy Mater., 2020, 10(26), 1903788.

69 L. A. A. Pettersson, L. S. Roman and O. Inganis, J. Appl. Phys.,
1999, 86, 487-496.

70 G. F. Burkhard, E. T. Hoke and M. D. McGehee, Adv. Mater.,
2010, 22, 3293-3297.

71 V. M. Le Corre, M. Stolterfoht, L. Perdigéon Toro,
M. Feuerstein, C. Wolff, L. Gil-Escrig, H. ]. Bolink,
D. Neher and L. J. A. Koster, ACS Appl. Energy Mater., 2019,
2, 6280-6287.

EES Sol, 2025, 1, 391-403 | 403


https://github.com/kostergroup/SIMsalabim
https://github.com/kostergroup/SIMsalabim
http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d5el00021a

	Tuning substrate temperature for enhanced vacuum-deposited wide-bandgap perovskite solar cells: insights from morphology, charge transport, and...
	Tuning substrate temperature for enhanced vacuum-deposited wide-bandgap perovskite solar cells: insights from morphology, charge transport, and...
	Tuning substrate temperature for enhanced vacuum-deposited wide-bandgap perovskite solar cells: insights from morphology, charge transport, and...
	Tuning substrate temperature for enhanced vacuum-deposited wide-bandgap perovskite solar cells: insights from morphology, charge transport, and...
	Tuning substrate temperature for enhanced vacuum-deposited wide-bandgap perovskite solar cells: insights from morphology, charge transport, and...
	Tuning substrate temperature for enhanced vacuum-deposited wide-bandgap perovskite solar cells: insights from morphology, charge transport, and...
	Tuning substrate temperature for enhanced vacuum-deposited wide-bandgap perovskite solar cells: insights from morphology, charge transport, and...
	Tuning substrate temperature for enhanced vacuum-deposited wide-bandgap perovskite solar cells: insights from morphology, charge transport, and...
	Tuning substrate temperature for enhanced vacuum-deposited wide-bandgap perovskite solar cells: insights from morphology, charge transport, and...
	Tuning substrate temperature for enhanced vacuum-deposited wide-bandgap perovskite solar cells: insights from morphology, charge transport, and...

	Tuning substrate temperature for enhanced vacuum-deposited wide-bandgap perovskite solar cells: insights from morphology, charge transport, and...
	Tuning substrate temperature for enhanced vacuum-deposited wide-bandgap perovskite solar cells: insights from morphology, charge transport, and...
	Tuning substrate temperature for enhanced vacuum-deposited wide-bandgap perovskite solar cells: insights from morphology, charge transport, and...


