
150 |  Mater. Horiz., 2025, 12, 150–158 This journal is © The Royal Society of Chemistry 2025

Cite this: Mater. Horiz., 2025,

12, 150

High density lath twins lead to high
thermoelectric conversion efficiency in Bi2Te3

modules†

Qianqian Sun,‡ab Gang Wu,‡a Xiaojian Tan, *ab Qiang Zhang, *a Zhe Guo,a

Qiaoyan Pan,ab Guoqiang Liu, ab Peng Sun, a Jiehua Wua and Jun Jiang*ab

Thermoelectric (TE) generators based on bismuth telluride (Bi2Te3)

are recognized as a credible solution for low-grade heat harvesting.

In this study, an combinative doping strategy of both the donor (Ag)

and the acceptor (Ga) in Ag9GaTe6 as dopants is developed to

modulate the microstructure and improve the ZT value of p-type

Bi0.4Sb1.6Te3. Specifically, the distribution of Ag and Ga in the matrix

synergistically introduces multiple phonon scattering centers

including lath twins, triple junction boundaries, and Sb-rich nano-

precipitates, leading to an obviously suppressed lattice thermal

conductivity of 0.50 W m�1 K�1 at 300 K. At the same time, such

unique microstructures of lath twins synergistically enhance the

room-temperature power factor to 48.8 lW cm�1 K�2 and improve

the Vickers hardness to 0.90 GPa. Consequently, a high ZT of 1.40 at

350 K and ZTave of 1.24 (300–500 K) are achieved in the

Bi0.4Sb1.6Te3 + 0.03 wt% Ag9GaTe6 sample. Based on that, a com-

petitive conversion efficiency of 6.5% at DT = 200 K is obtained in

the constructed 17-couple TE module, which exhibits no significant

change in the output property after 30 thermal cycle tests benefit-

ing from the stable microstructure.

Introduction

The recovery of low-grade waste heat is conducive to mitigating
the global energy demand and reducing the greenhouse gas
emission.1 However, the recovery of the low-grade and distrib-
uted thermal heat by using the existing methods is a big
challenge.2 Thermoelectric (TE) generators, being silent solid-
state modules without moving parts and pollution, emerge as
a promising solution for low-grade and distributed heat

harvesting.3 The energy conversion efficiency Zmax of TE gene-
rators is described using the following expression:

Zmax ¼
Th � Tc

Th
�

ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
1þZTave

p
� 1ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi

1þZTave

p
þTc=Th

where Th and Tc represent the cold-side and hot-side tem-
peratures, respectively, and ZTave is the average ZT value
within the temperature range. It should be noted that an
improved ZTave rather than a high ZTmax leads to a substantial
enhancement of Zmax. The dimensionless figure of merit ZT is
defined as:

ZT ¼ S2s
k

T

where S, s, k and T represent the electrical conductivity,
Seebeck coefficient, total thermal conductivity and absolute
temperature, respectively.4,5 The conception of phonon-glass
electron-crystals reveals that successful optimization depends
on the ordered crystalline semiconductor structure for
robust electronic transport properties and disordered atomic
arrangements for low lattice thermal conductivity kl. It is
challenging to solely enhance the ZT value using one of these
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New concepts
Unlike typical (Bi,Sb)2Te3 alloys doped with non-reactive secondary
phases such as amorphous B, carbon fibers, or SiC, here, we selected
Ag9GaTe6 to achieve microstructural modulation characterized by lath
twin boundaries through combinative doping. The optimized electronic
transport properties, along with the differential scattering of carriers and
phonons, reduced the lattice thermal conductivity to 0.50 W m�1 K�1 and
increased the power factor to 48.8 mW cm�1 K�2 at 300 K. Consequently,
the optimal Bi0.4Sb1.6Te3 + 0.03 wt% Ag9GaTe6 sample exhibited a high
average ZT of 1.24 (300–500 K) and a competitive conversion efficiency of
6.5% (DT = 200 K). More importantly, the thermoelectric module main-
tained its output characteristics after 30 thermal cycles, highlighting its
significant potential for low-grade waste heat recovery applications.
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mentioned parameters, in view of the intrinsic coupling
among S, s and kele.

As the only commercialized TE material near room tem-
perature, Bi2Te3 has been a focal point of both industry and
academia for decades.6–9 Various strategies have been employed
to enhance the TE performance of Bi2Te3-based materials.10–12

For example, the effective schemes to improve the ZT values
include developing Bi–Sb alloys with different ratios,13 co-
doping of aliovalent elements to tune the carrier concen-
tration,14 introducing multiscale defects to suppress lattice
thermal conductivity,15 and so on. Recently, researchers have
used stepwise strategies to optimize the carrier concentra-
tion and to suppress lattice thermal conductivity.15 Espe-
cially, the introduction of nano-structures to realize differen-
tial scattering of carriers and phonons is considered as an
effective method for TE enhancement.16,17 This approach
results in a significant decrease in lattice thermal conduc-
tivity while having a minimal impact on carrier mobility.
For example, high-density twins have been proved to induce
highly oriented microstructures and good TE performance
in bismuth telluride.18 As is known, the modulation of Te
content can enhance the texture degree and induce gradient
twin boundaries in p-type Bi2Te3.13,19,20 Hence, the addition of
active telluride provides a promising scheme to improve the
ZT for p-type Bi2Te3 via microstructure design.

Among the various dopants for Bi2Te3-based materials,
Ag acts as the acceptor while Ga acts as a donor, leading to
opposite effects in carrier concentration modulation.21 Ag–Ga
co-doping is proved to be as effective as the cumulative effect of
doping each element individually in modulating the electrical
conductivity and suppressing thermal conductivity. That is to
say, the superposition effect of Ag–Ga co-doping not only tunes
the carrier concentration, but also further reduces lattice
thermal conductivity. It is thus practical to carefully control
the amount of each dopant to engineer the carrier transport
characteristics.22 Based on the improved ZT values of TE
materials, the geometric parameters of TE legs (height and
the ratio of cross-sectional area) need to be optimized to fit the
temperature-dependent heat flow and current density, which
determine the TE conversion efficiency and output power of the
TE generation module.23,24 Moreover, it is necessary to study
the reliability of TE modules in order to realize practical
application.

Motivated by the aforementioned considerations, we used
the active telluride Ag9GaTe6 as the dopant in the Bi0.4Sb1.6Te3

matrix. By introducing Ag9GaTe6, microstructures exemplified
by typical lath twin boundaries are designed to balance the TE
transport coefficients by effectively enhancing the phonon
scattering and reducing the deterioration in carrier transport.20

Subsequently, the room-temperature power factor is synergistically
enhanced to 48.8 mW cm�1 K�2, the corresponding lattice thermal
conductivity is suppressed to 0.50 W m�1 K�1, and the Vickers
hardness is improved to 0.90 GPa in the x = 0.03 sample. As a
result, a high ZT of 1.40 and a ZTave of 1.24 (300–500 K) are
achieved in the optimal sample, and the fabricated TE module
exhibits a competitive conversion efficiency of 6.5% at DT = 200 K.

Results and discussion
Strengthened interlayer interaction and high density twin
boundaries

Fig. 1(a) depicts the X-ray powder diffraction (XRD) patterns of
the hot-pressed Bi0.4Sb1.6Te3 + x wt% Ag9GaTe6 samples. The
diffraction peaks of all the samples align with the Bi0.4Sb1.6Te3

standard card (JCPDS# 72-1836), indicating a single-phase
structure within the XRD detection limit. The Rietveld refine-
ment patterns of x = 0 and x = 0.03 reveal the consistency of the
crystal structure between calculated values and experiment
results in Fig. 1(b) and Fig. S1 (ESI†). It is well known that
the quintuple layers of Bi2Te3 are combined via van der Waals
interaction along the c axis direction. With the increasing
addition of Ag9GaTe6 from 0 to 0.07 wt%, the lattice constant
c increases from 30.456 Å to 30.474 Å, while a and b are almost
unchanged, as shown in Fig. 1(c). This observation suggests
that the additional atoms enter the interstitial positions formed
by four Te atoms, thus increasing the distance between the
quintuple layers.25

Fig. 1(d) presents the inverse pole-figure mapping of the
electron back scattering diffraction (EBSD) image for the
Bi0.4Sb1.6Te3 + 0.03 wt% Ag9GaTe6 sample, indicating that the
optimized sample orientation of grains is not discernibly pre-
ferred. Additionally, Fig. S2 (ESI†) shows the corresponding
crystallite size distribution, with the average grain size of
approximately 0.93 mm. The distribution of various grain orien-
tations is depicted in Fig. 1(e), with small-angle crystal

Fig. 1 Microstructure changes induced by Ag9GaTe6 doping. (a) The XRD
patterns of Bi0.4Sb1.6Te3 + x wt% Ag9GaTe6, Rietveld refined XRD patterns
of (b) x = 0.03 at room temperature. (c) Variation of the lattice constants.
(d) The inverse pole-figure mapping of the EBSD image for x = 0.03
sample. (e) Kikuchi band contrast map and (f) grain boundary misorienta-
tion distribution of x = 0.03 sample.
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boundaries (SAGB) and twin boundaries (TB) displayed in
yellow and red, respectively. Fig. 1(f) intuitively displays the
relative proportion of the LAGBs and TBs, in the Bi0.4Sb1.6Te3 +
0.03 wt% Ag9GaTe6 sample, which are 1.3% and 31.7%, respec-
tively. Compared to similar previous results within our group,15

this work exhibits an increased presence of twins after doping,
consistent with the observations of EBSD. Additionally, highly
oriented microstructures are provided by lath twins as the
transport channel for the anisotropic TE properties.

To gain more insights into the microstructure, transmission
electron microscopy (TEM) is carried out on the Bi0.4Sb1.6Te3 +
x wt% Ag9GaTe6 sample. As can be observed from Fig. 2(a),
typical triple junction boundaries and lath boundaries (marked
by the white dotted line) emerge in the Bi0.4Sb1.6Te3-based
sample after Ag9GaTe6 doping, compared to the undoped
matrix in Fig. S3 (ESI†). Triple junction boundaries are believed
to resist the movement of dislocations like slipping, while the
lath boundaries contribute to improving the mechanical prop-
erties. Both triple junction boundaries and lath boundaries are
crucial for the machinability and stability of Bi0.4Sb1.6Te3-based
materials and TE modules. As depicted in Fig. S4 (ESI†), the
Vickers hardness of the 0.07wt% Ag9GaTe6-doped Bi0.4Sb1.6Te3

is 0.902 GPa, surpassing that of the pristine sample and
competitive to that found in other similar work, and is con-
sistent with the increase in triple junction boundaries and lath
boundaries. Fig. 2(b) reveals various dislocations and strain
fluctuations in the Bi0.4Sb1.6Te3 + 0.03 wt% Ag9GaTe6 sample.

Focusing on area 1 in Fig. 2(a), the inverse fast Fourier trans-
form (IFFT) is applied to show the high-density dislocations
marked as ‘‘>’’ inside the grain, with a confirmed d-spacing of
2.077 Å in the IFFT image. The geometric phase analysis (GPA),
a semiquantitative lattice image processing tool,26,27 indicates
significant strain fluctuations along different directions in area
1 of Fig. 2(a). Specifically, the generation of dislocations is a
local change in the crystal interior initiated by the lattice
deformation of the crystal in order to adapt to external stress
or internal defects. Conventional high-density dislocations can
be attributed to lattice distortion caused by the incorporation of
atoms with varying masses, sizes, and valence states. Here, the
formation of dislocations can be attributed to the diffusion
mechanism. During high-temperature melting, ions released
from the active material would diffuse and migrate through
lattice vacancies and interstitial sites. The differences in atomic
radius and mass prompt the formation of dislocations.

Fig. 2(c) presents low-resolution TEM images detecting
numerous nanoprecipitates (dark against the bright back-
ground), ranging from 5 to 20 nm in diameter and uniformly
dispersed within the matrix without agglomeration. These
small-size nanoprecipitates have been demonstrated to cover
the expected phonon mean free path in Bi2Te3-based alloys
(1 to 10 nm), which could strengthen the phonon scattering
and result in a substantial reduction of kl. The lath twin
boundaries and the corresponding selected area electron dif-
fraction (SAED) are also depicted in Fig. 2(c), consistent
with the EBSD results.28 The lath twin boundaries prevent
dislocation from slipping and allow the accumulation and
multiplication of dislocation on the lath twin boundaries. The
SAED patterns also exhibit a typical symmetry of twin grain
structures along the [%6%41] zone axis. The formation of these
microstructural features is closely related to the doping of the
active telluride Ag9GaTe6. Previous studies have shown that
telluride deficiency leads to the formation of nanotwins. As an
active dopant, Ag9GaTe6 enters the lattice and alters the valence
state ratios of anions and cations within the lattice. As dis-
played in the equation below, excessive consumption of tell-
uride relative to its available amount results in a nominal
telluride-deficient environment, which promotes the formation
of lath twins.

Ag9GaTe6 �����!ðBi;SbÞ2Te3
9Ag00Bi=Sb þGaBi=Sb þ 18h� þ 15TeTe

þ 9V��Te þ 18e0

According to previous theoretical analyses,29 the lowest
formation energy is associated with the acceptor defect Ag-on-
Sb in Sb2Te, indicating that Ag is likely to substitute for Sb sites
and form substitutional point defects. EDS analysis further
examined the composition of the aforementioned nanopreci-
pitates. Elemental mapping shown in Fig. 2(d) and Fig. S5
(ESI†) reveals that the precipitates are slightly enriched in Sb,
while Bi, Sb, Te, Ag, and Ga are uniformly distributed. This
confirms that Ag9GaTe6 has been successfully alloyed into the

Fig. 2 Analysis of the microscopic morphology of the optimal sample by
TEM. Low-resolution TEM images of (a) triple junction boundaries and lath
boundaries. (b) Medium-magnification TEM image showing the distinct
dislocations. The inverse fast Fourier transformation image and the geo-
metric phase analysis image for the selected area in (a) to indicate the
dislocations and stress–strain distribution. (c) Abundant nanoprecipitates,
the twin boundaries and the SAED patterns along the [ %6 %41] zone axis.
(d) EDS elemental mapping for the distributions of Bi, Sb, Te, Ag, Ga, and O
elements.
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pristine Bi0.4Sb1.6Te3, consistent with the SEM results shown in
Fig. S6 (ESI†). Overall, the addition of trace amounts of
Ag9GaTe6 introduces multiscale defects—including grain/twin
boundaries, dense dislocations, stress–strain clusters, and
nanoscale precipitates—into the Bi0.4Sb1.6Te3 matrix efficiently.

Enhancement of electrical transport and high power factor

Fig. 3 summarizes the electronical transport properties of
the Bi0.4Sb1.6Te3 + x wt% Ag9GaTe6 samples. Due to the typical
p-type semiconductor behaviour, the Seebeck coefficient in
Fig. 3(a) initially increases with elevating temperature, and
then decreases due to the thermal excitation of minority
carriers. With the increasing content of Ag9GaTe6, the room-
temperature Seebeck coefficient slightly decreases. For example,
the room-temperature Seebeck coefficient decreases from
211 mV K�1 in the pristine Bi0.4Sb1.6Te3 to 187 mV K�1 in the
x = 0.07 sample.

As shown in Fig. 3(b), the electrical conductivity s of all
these samples monotonously decreases with increasing tem-
perature, and roughly exhibits a s p T�1.5 relationship, indi-
cating typical degenerate semiconductor behaviour and the
dominance of acoustic phonon scattering. At a certain tem-
perature, s gradually increases with the increasing content of
Ag9GaTe6. For example, the room-temperature s obviously
increases from 904 S cm�1 in the pristine Bi0.4Sb1.6Te3 sample
to 1187 S cm�1 in the x = 0.07 sample.

The room-temperature Hall measurement is obtained to
shed light on the variation of S and s, and the results of hole
concentration and carrier mobility of these samples are sum-
marized in Fig. 3(c). As may be seen, the room-temperature hole
concentration gradually increases from 2.9 � 1019 cm�3 in the
pristine Bi0.4Sb1.6Te3 sample to 4.7 � 1019 cm�3 in the x = 0.07
sample. This increase is attributed to the favorable electronic

acceptor properties of Ag in reactive Ag9GaTe6. Defect for-
mation energy calculations indicate that Ag tends to substitute
for Sb upon dissociation generating additional holes, which
enhances the s while simultaneously reducing the S. Notably,
with low levels of Ag9GaTe6 doping (x = 0.01 and 0.03), the
carrier mobility initially increases with doping concentration,
which may be related to atomic intercalation.34 Furthermore, at
doping concentrations below 0.03%, the number of point
defects remains relatively low, while microstructural features
such as lattice twins and small-angle grain boundaries increase.
These microstructures can effectively scatter phonons, reducing
lattice thermal conductivity. Crucially, they have minimal impact
on carrier transport, ensuring the preservation of high carrier
mobility. However, with further increases in doping concentration,
the number of point defects may rise significantly. The increased
concentration of point defects, coupled with carriers themselves
intensifying scattering as the hole concentration rises, ultimately
would lead to a reduction in the carrier mobility.

With the obviously increased s and slightly decreased S after
Ag9GaTe6 doping, the power factor S2s of the Bi0.4Sb1.6Te3 + x
wt% Ag9GaTe6 samples are effectively enhanced, as demon-
strated in Fig. S7 (ESI†). Especially, the room-temperature S2s is
improved from 40.2 mW cm�1 K�2 in the pristine Bi0.4Sb1.6Te3

to 48.8 mW cm�1 K�2 in the x = 0.03 sample. As shown in
Fig. 3(d), such a high S2s obtained in this work is very
competitive among the previously reported results about p-
type (Bi,Sb)2Te3-based materials.22,30–33 Moreover, the average
S2s between 300 and 500 K of the Bi0.4Sb1.6Te3 + 0.03 wt%
Ag9GaTe6 sample achieves a value of 35 mW cm�1 K�2, which
could play a significant role in enhancing the output power
density in the TE module.

Multiple phonon scattering mechanism and competitive ZT
values

Fig. S8(a) (ESI†) illustrates the temperature-dependent thermal
conductivity of the Bi0.4Sb1.6Te3 + x wt% Ag9GaTe6 samples.
At room temperature, the thermal conductivity exhibits a
gradual increase with the addition of Ag9GaTe6. When the
temperature increases, the trend reverses due to the bipolar
effect. The value of electronic thermal conductivity ke in
Fig. S8(b) (ESI†) is calculated according to the Wiedemann–
Franz law ke = LsT, where the Lorenz number L is estimated by
fitting the Seebeck coefficient to the reduced chemical potential,
as demonstrated in Fig. S9(a) (ESI†).35 Similar to the s in Fig. 3(b),
the ke roughly increases with the addition of Ag9GaTe6.

By subtracting the ke from the ktot value, the value of kl + kbip

is obtained and presented in Fig. 4(a). It is found that the kl +
kbip values are significantly suppressed by the Ag9GaTe6 dop-
ing. Taking the case at room temperature as an example, the
kl + kbip obviously decreases from 0.72 W m�1 K�1 in the
pristine Bi0.4Sb1.6Te3 to 0.50 W m�1 K�1 in the x = 0.03 sample.
And the calculated value of kl without kbip is presented in
Fig. 4(b). The depression of kl is considered to have a close
relationship with the increase of lath twins.

As discussed above, Ag9GaTe6 doping induces various pho-
non scattering centers including junction/lath twin boundaries,

Fig. 3 Significant optimization of electrical transport performance. The
temperature-dependent electronic transport coefficients: (a) Seebeck
coefficient S, (b) electrical conductivity s. (c) The carrier concentration p
and carrier mobility m for the samples at room temperature. (d) The
comparison of room-temperature values of S2s in this work and previous
reports.22,30–33
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high density dislocations, stress–strain clusters, nanoprecipi-
tates, and interstitial Ag and SbAg point defects in the
Bi0.4Sb1.6Te3 matrix. These multiscale defects provide enhanced
lattice anharmonicity and thereby suppress the kl of materials.
Using the Debye–Callaway model, the quantitative relationship
between kl and various defects can be described as follows:46

kl ¼
kB

2p2n
kBT

�h

� �3 ÐYD=T

0
ttotðxÞ

x4ex

ex � 1ð Þ2
dx:

In this expression, the symbols represent the following
physical quantities: kB denotes the Boltzmann constant,
n signifies the in-plane average sound velocity, h� stands for
the reduced Planck constant, o denotes the phonon frequency,

x = ho/kBT represents the reduced phonon frequency, YD is the
Debye temperature, and ttot is the phonon relaxation time.
The frequency-dependent ttot encompasses tU (phonon Umk-
lapp process), tB (boundary scattering process), tPD (point
defect scattering process), and tD (dislocation and strain scat-
tering process) as per Matthiessen’s rule. More details regard-
ing the Debye–Callaway model are available in Table S2 (ESI†).
Additionally, the schematic diagram of the main scattering
effects of phonons is intuitively illustrated in Fig. 4(c). Focusing
on the x = 0.03 sample, we investigate the frequency-dependent
ks and gain insights into scattering mechanisms. As depicted in
Fig. 4(d), the junction/lath twin boundaries and dislocations
predominantly scatter low- and mid-frequency phonons, while
second-phase nanoprecipitates and point defects mainly scatter
high-frequency phonons. In other words, the reduction of kl in
the 0.03 wt% Ag9GaTe6-doped sample is primarily attributed to
the introduction of junction/lath twin boundaries and second-
phase nanoprecipitates.

To assess the TE transport properties of the Bi0.4Sb1.6Te3 + x
wt% Ag9GaTe6 samples, the diagram portraying the weighted
mobility (mw) and the reciprocal of lattice thermal conductivity
(1/kl) is constructed in Fig. 4(e), where the weighted mobility mW

is determined by the equation mW ¼ m�d
� �3=2mH.4 Superior TE

materials typically possess high weighted mobility and low
thermal conductivity, and thus occupy the upper right corner
of the Fig. 4(e) graph. As illustrated, the Bi0.4Sb1.6Te3 + 0.03 wt%
Ag9GaTe6 sample in this study is superior to many previously
reported (Bi, Sb)2Te3-based TE materials.15,29,36–41 The quality
factor B, serving as an effective assessment of both electronic
and phonon transport, can be calculated using the following
formula:47

B ¼ 9
mW
kl

T

300

� �5=2

As depicted in Fig. S10 (ESI†), the room-temperature value
of B displays an increase from 0.32 in the pristine sample to
0.51 in the x = 0.03 sample. As illustrated in Fig. 4(f), the ZT
values of these Ag9GaTe6-doped samples exhibit significant
improvement compared to that of the pristine Bi0.4Sb1.6Te3,
showcasing synergistic optimization of both electronic and
thermal transport properties. This is attributed to the presence
of lath twins in the x = 0.03 sample, which can effectively scatter
phonons like random large grain boundaries while remaining
transparent to carrier mobility. A peak ZT value of 1.40 at 350 K
is achieved in the x = 0.03 sample, and it is 23% higher than
that of the pristine sample. Fig. 4(g) summarizes the compar-
ison between the peak ZTmax and average ZTave values obtained
in this study and those previous research on p-type (Bi, Sb)2Te3-
based materials. Notably, the ZTmax of 1.40 and ZTave of 1.24
(300–500 K) are competitive with those of the previous
reports.8,9,15,22,31,37,39–44 Additionally, the thermal stability and
performance reliability tests for the optimal Bi0.4Sb1.6Te3 + 0.03 wt%
Ag9GaTe6 sample, as shown in Figs. S11 and S12 (ESI†), further
highlight its potential for practical applications.

Fig. 4 Collaborative optimization mechanism for thermal transport per-
formance. Temperature dependence of (a) lattice and bipolar thermal
conductivity and (b) calculated lattice thermal conductivity. (c) Schematic
diagram of the main scattering effects of phonons in the sample.
(d) Frequency-dependent ks at room temperature for the x = 0.03 sample
according to the Debye–Callaway model. (e) The comparison of mw and
1/kl between this work and previously reported data.15,29,36–41

(f) Temperature-dependent ZT values and (g) the comparison of average
ZT values (300–500 K) and the peak ZT values for the Ag9GaTe6-doped
Bi0.4Sb1.6Te3 samples and previous reports.8,9,13,15,22,31,37,39–45
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High conversion efficiency TE module based on simulation
design

To further verify the benefits of the TE property improvement of
the p-type Bi0.4Sb1.6Te3 + 0.03 wt% Ag9GaTe6 material, the TE
module is thus fabricated with it and an n-type zone-melted
Bi2Te2.7Se0.3 sample described in our previous work.48 Fig. S12
(ESI†) shows the schematic diagram of a home-built TE module
test system. Prior to fabrication, we conduct finite element
simulations to determine the optimal structural parameters
based on experimental data of the Seebeck coefficient, electrical
conductivity, and thermal conductivity. Here, An,p represents
the sum of the cross-sectional areas of the individual p-type and
n-type TE legs. As illustrated in Fig. 5(a) and (b), the calculated
conversion efficiency (Z) initially increases and then decreases
upon increasing An/Ap with H/An,p fixed, where H, An, and Ap

represent the height of TE legs, and the cross-sectional areas of
n-leg, and p-leg, respectively. With a certain An/Ap, the Z initially
increases significantly and then varies less with the increasing
H/An,p. These results suggest that an An/Ap ratio close to 1.0 and
a moderate H/An,p ratio are beneficial for achieving high Z.
Fig. 5(c) plots a 3D surface relating the maximum output power
Pmax with the parameters An/Ap and H/An,p. As may be seen from
Fig. 5(d), the Pmax tends to exhibit the highest values with a
An/Ap B 1.0, and gradually decreases with the increasing H/An,p.
It can be seen from Fig. 5(b) and (d) that increasing the module
height leads to higher efficiency but lower output power. As a
consequence, the optimal structural parameters for our
Bi0.4Sb1.6Te3 + 0.03 wt% Ag9GaTe6 TE module are determined
to be An/Ap = 0.72 and H/An,p = 0.55.

Fig. 6(a) displays the measured V–I curves at several tem-
perature differences, which are performed on a home-built
system. The internal resistance (Ri) of the TE module shown

in Fig. S13 (ESI†) can be calculated using the slopes of the
curves, with the intercept representing the open circuit voltage.
It is found that the open circuit voltage of the fabricated TE
module is notably high, reaching 2.32 V at a temperature
difference of 200 K. Fig. 6(b) demonstrates the current dependent
conversion efficiency under different temperature differences, with
the highest conversion efficiency obtained in this work being 6.5%
at a temperature difference of 200 K (Th = 500 K and Tc = 300 K).
As illustrated in Fig. 6(c), the maximum output power gradually
increases from 0.05 W at DT = 50 K to 0.77 W at DT = 200 K, with
the resistance of external load equal to the internal resistance of
the TE module. Repeatability was demonstrated by testing two
remade modules manufactured in the same process as presented
in Fig. 6(d) and Fig. S14 (ESI†). In addition, an aging test is carried
out to verify the reliability of this module. We record the efficiency
of this module at 200 K temperature differences every 30 minutes.

Fig. 5 Simulation results for bismuth telluride modules. The simulative
results of H/An,p and An/Ap dependent (a) efficiency Z and (c) maximum
output power Pmax, while (b) and (d) are the respective projection onto
An/Ap of (a) and (c).

Fig. 6 Module efficiency and reliability tests. Current dependence of (a)
voltage, (b) conversion efficiency and (c) output power at different
temperature differences. (d) Efficiency of three parallel samples at different
temperature differences (e). The maximum conversion efficiency as
functions of the test number of tests. (f) Comparison of the maximum
conversion efficiency Zmax.

6,13,19,29,38,41,44,50,51 The measured contact
resistance by the scanning of resistance across the Cu-Bi2Te3 interfaces
for (g) cold end of the p-leg and (h) hot end of the n-leg, with the inset of
SEM images.
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As shown in Fig. 6(e), the efficiency is strictly stable over 30 tests,
benefitting from the stable structure of lath twins. The value
of 6.5% is significantly higher than that of the commercial
Bi2Te3-based TE module (B5.8%),49 and is competitive with most
of the previous reports, as shown in Fig. 6(f).6,13,19,29,38,41,44,50,51

Optical images of the fabricated TE module composed of the
p-type Bi0.4Sb1.6Te3 + 0.03 wt% Ag9GaTe6 and zone-melted n-type
Bi2Te2.7Se0.3 are available in Fig. S15 (ESI†).

At the end of this work, we carry out an analysis of the
interfaces of the fabricated TE module. The contact resistance
between the TE legs and Cu electrodes is measured using a
four-probe method, and the corresponding interfaces are inves-
tigated by the SEM-EDS analysis, as depicted in Fig. 6(g), (h)
and Fig. S17 (ESI†). The measured values of contact resistance
range from 2.6 to 5.4 mO cm2, showcasing good interface
contact in the fabricated TE modules. Furthermore, EDS map-
ping images of the interface between the Cu electrode and TE
also indicate the good interface contact between the TE legs
and Cu electrodes, as presented in Fig. S18 and S19 (ESI†).

Experimental section
Sample synthesis

The high-purity Bi (4N), Sb (5N), and Te (5N) elements, and
self-synthesized Ag9GaTe6 (details provided in the ESI†) were
accurately weighed according to the stoichiometry ratio of
Bi0.4Sb1.6Te3 + x wt% Ag9GaTe6 (x = 0, 0.01, 0.03, 0.05 and
0.07). The mixtures were then sealed into quartz tubes with a
vacuum below 0.1 Pa. The sealed tube underwent a melting
process at 1023 K for 30 min, followed by a 30 min rocking
phase to ensure complete reaction, and subsequently furnace-
cooled to room temperature. The resulting ingots were sub-
jected to high-energy ball milling (SPEX-8000 M) for 30 min and
further densified into Ø 12.7 cylinders through hot pressing at
693 K for 5 min under 60 MPa.

TE module fabrication

The 20 � 20 mm2 TE module incorporates 17 pairs of p–n legs.
The p-legs consist of the Bi0.4Sb1.6Te3 + x wt% Ag9GaTe6 sample
in this study, while the n-legs are composed of the zone-melted
Bi2Te2.7Se0.3 sample in a previous report.48 More details about
the n-type zone-melted Bi2Te2.7Se0.3 are available in Table S3
(ESI†). The dimensions are 2.3 � 2.3 � 5 mm3 for p-legs, and
1.95 � 1.95 � 5 mm3 for n-legs as shown in Fig. S16 (ESI†).
Nickel was utilized as the diffusion barrier layer and copper was
employed for the electrode, with Pb-based solder for both sides.
During the conversion efficiency measurement, the cold-side
temperature was maintained at 300 K, while the hot-side
temperature increased from 350 to 500 K. The TE conversion
efficiency Z is calculated by Z = P/(Q + P), in which P is the
output power and Q is the heat flow from the cold side.

Characterization and measurement

As shown in Fig. S19 (ESI†), the electronic and thermal trans-
port coefficients were measured in the in-plane direction by

using the commercial ZEM-3 and LFA-457 equipment, respec-
tively. The thermal conductivity was calculated as ktot = rDCp,
where the sample density r was determined using the Archi-
medes’ method, the thermal diffusivity D was measured by an
LFA-457, and the heat capacity Cp was determined by using the
Dulong–Petit law as presented in Fig. S9(b) and (c) and Table S1
(ESI†). The XRD (Bruker D8) characterization studies were
performed to analyse the phase structure of samples using Cu
Ka radiation. The grains were investigated by using the electron
backscattering diffraction (EBSD) carried out using SEM. Micro-
structure analysis was characterized using TEM (Talos F200x).
The room-temperature carrier concentration p and carrier
mobility m were evaluated according to the equations p = 1/
RHe and m = sRH, respectively, based on the Hall coefficient RH

measured on a PPMS-9 system. The Vickers hardness of sam-
ples was determined by using a VH-3300 system.

Conclusions

In summary, the TE properties of p-type Bi0.4Sb1.6Te3 are
successfully enhanced through Ag9GaTe6 doping. A high peak
ZT value of 1.40 at 350 K and a notable ZTave (300–500 K) of 1.24
are achieved in the Bi0.4Sb1.6Te3 + 0.03 wt% Ag9GaTe6 sample.
Acting as donor and acceptor impurities simultaneously,
Ag9GaTe6 effectively tunes the carrier concentration to an
optimal range and introduces multiscale defects, including
lath twin boundaries, dense dislocations, stress–strain clusters,
and Sb-rich nanoprecipitates in the Bi0.4Sb1.6Te3 matrix.
These effects synergistically enhance the power factor to
48.8 mW cm�1 K�2, suppress the lattice thermal conductivity
to 0.50 W m�1 K�1, and improve the Vickers hardness to 0.90 GPa
in the x = 0.03 sample. Moreover, the fabricated TE module,
composed of the prepared p-type 0.03 wt% Ag9GaTe6-doped
Bi0.4Sb1.6Te3 and n-type zone-melted Bi2Te2.7Se0.3, exhibits low
contact resistivity and a reliable conversion efficiency of 6.5% at
a temperature difference of 200 K.
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