
Nanoscale
Advances

PAPER

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

8 
D

ec
em

be
r 

20
24

. D
ow

nl
oa

de
d 

on
 3

/1
5/

20
26

 5
:2

5:
57

 A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online
View Journal  | View Issue
Passivation, phas
aDepartment of Materials, The University o

E-mail: David.lewis-4@manchester.ac.uk
bDepartment of Chemical Engineering, Unive

UK. E-mail: Daniel.lee@manchester.ac.uk
cDepartment of Chemistry and the Photo

Manchester, Oxford Road, Manchester, M13

† Electronic supplementary informa
https://doi.org/10.1039/d4na00564c

‡ These authors contributed equally.

Cite this: Nanoscale Adv., 2025, 7, 850

Received 11th July 2024
Accepted 11th December 2024

DOI: 10.1039/d4na00564c

rsc.li/nanoscale-advances

850 | Nanoscale Adv., 2025, 7, 850–
e, and morphology control of CdS
nanocrystals probed using fluorinated aromatic
amines and solid-state NMR spectroscopy†
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Bing Han,a Kerry Hazledine,c Sarah Cartmell, a Alex Walton, c

Alex S. Eggeman, a David J. Lewis *a and Daniel Lee *b

Nanocrystals are widely explored for a range of medical, imaging, sensing, and energy conversion

applications. CdS nanocrystals have been reported as excellent photocatalysts, with thin film CdS also

highly important in photovoltaic devices. To optimise properties of nanocrystals, control over phase,

facet, and morphology are vital. Here, CdS nanocrystals were synthesised by the solvothermal

decomposition of a Cd xanthate single source precursor. To attempt to control CdS nanocrystal surfaces

and morphology, the solvent used in the nanocrystal synthesis was altered from pure trioctylphosphine

oxide (TOPO) to a mixed TOPO : fluorinated aromatic amine (3-fluorobenzyl amine (3-FlBzAm) or 3-

fluoroaniline (3-FlAn)), where 19F provides a sensitive NMR-active surface probe. Powder X-ray diffraction

found that the CdS nanocrystals synthesised from TOPO : 3-FlAn solvent mixtures were predominantly

cubic whilst the TOPO : 3-FlBzAm synthesised nanocrystals were predominantly hexagonal. Raman

spectroscopy identified hexagonal CdS in all samples. Solid-state NMR of 113Cd, 19F, 13C, and 1H was

employed to investigate the local Cd environments, surface ligands, and ligand interactions. This showed

there was a mixture of CdS phases present in all samples and that surfaces were capped with TOPO :

fluorinated aromatic amine mixtures, but also that there was a stronger binding affinity of 3-FlBzAm

compared with 3-FlAn on the CdS surface, which likely impacts growth mechanisms. This work

highlights that fluorinated aromatic amines can be used to probe NC surfaces and also control NC

properties through their influence during NC growth.
Introduction

0 Dimension (0D) inorganic nanoparticulate materials are now
ubiquitous for medical,1 imaging,2 sensing,3 catalysis,4–6 and
energy7 applications due to their high surface areas, antimi-
crobial properties, plasmonic uorescence, and tuneable band
gap energies, to name but a few examples. Nanoparticulate
materials are therefore extremely attractive in many diverse
academic and industrial applications8 and are highly tuneable
in size and composition to optimise material, catalytic, and
optoelectronic properties.
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Cadmium sulde (CdS) is a binary II–VI inorganic semi-
conductor that is highly promising in solar absorption appli-
cations; for example, heterojunction CdS/CdTe photovoltaic
devices have demonstrated high efficiencies of up to 20%.9,10

CdS has also been extensively explored in photocatalytic
reactions,11–17 either as a direct photocatalyst for formate
photooxidation,13 or as a solar absorber with co-catalysts for
hydrogen evolution.11 CdS has been utilised for these applica-
tions as it possesses a band gap energy (Eg) of 2.4 eV, which is
commensurate with solar absorption in the visible
spectrum.18,19

CdS nanoparticles (NPs) have been prepared through
a multitude of methods including thermal combustion,
microwave assisted, spray pyrolysis, mechanochemical
processes, casting techniques, sol gel methods, pulsed laser
deposition and colloidal, templated synthesis.20 Single source
precursor (SSP) routes towards CdS NPs21,22 exploit the pre-
fabricated synthesis of discrete inorganic molecular precursors.
In this technique, the Cd–S bond is assembled within the
precursor itself prior to the decomposition/deposition step,
negating any side reactions and pre-reactions in the feed.23

Containing potentially toxic metals in a non-volatile, non-
© 2025 The Author(s). Published by the Royal Society of Chemistry
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pyrophoric, and air-stable precursor is also benecial from
a safety perspective.23 Utilising CdS SSPs is also desirable for
green chemistry, as this method can reduce the use of highly
toxic cadmium salts in techniques such as chemical bath
deposition towards the production of CdS thin lms.19

CdS forms two main phases, hexagonal wurtzite, and cubic
sphalerite (also known as zinc blende). In CdS, it has been
experimentally demonstrated that under ambient temperature
and pressure, cubic sphalerite is more stable than hexagonal
wurtzite,24,25 with both thin lm25 and nanoparticulate24 CdS
forming exclusively wurtzite structured materials at higher
temperatures. Theoretical calculations have also shown that
sphalerite is a metastable phase and wurtzite is the thermody-
namically favourable phase.26,27 Tuning the synthesis of cubic
and hexagonal phases of CdS NCs has been previously achieved
by altering the size of synthesised crystals,28 SSP decomposition
temperature,29 reaction pH,30 using cation exchange reactions,31

and through altering solvent combinations.32 Pure oleylamine
and oleylamine mixed with octadecene synthetic regimes were
found to form cubic CdS, whereas oleylamine mixed with
dodecanethiol formed hexagonal CdS.32 Trioctylphosphine
oxide (TOPO) produced CdS NCs that are typically hexagonal,
rather than cubic,22,33–35 and the presence of pyridine and
bipyridine complexed to Cd tetrahydroquinoline carbodithioate
precursors decomposed in a solvothermal reaction in dieth-
ylenetriamine found that pyridine affects the axial growth of
hexagonal CdS nanorods.36 Phase pure CdS NCs are not always
desirable; polymorph mixtures of sphalerite and wurtzite have
been reported to improve photocatalytic properties.37 Thus,
stabilising and achieving control over the crystalline phase
formed in reactions to produce NCs is desired and judicious
selection of organic solvents for SSP decomposition clearly plays
a key structure-directing role in NC synthesis.

The surface of CdS (and other) NPs is generally covered by
ligandmolecules, which act to passivate the surface,38,39 and can
also be used to control size, shape, morphology, optoelectronic
properties, and surface reactivity.40 The particular ligand will
depend on the synthesis route and also the desired application,
as post-synthesis ligand-exchange is also routinely performed.41

Although much work has been undertaken to investigate
surface-ligand effects in NPs,40 there is still no clear picture of
how ligand structure relates to function, which would enable
rational design of NPs for specic applications. Very recently,
Cao et. al. studied the surface features and ligation in
alkylamine-capped CdSe NPs and showed that a variety of
complex ligand coordination states are possible/present.42

Nevertheless, this work studied post-synthetic modication of
the NPs with the amine ligands and as such did not address the
role ligands can play in NP growth. Furthermore, Chen et. al.
analysed CdSe nanoplatelets and nanospheroids and deter-
mined that they were predominantly terminated with {100}
facets and long chain aliphatic ligands, where these ligands
were added during the synthesis and likely help control the nal
morphology.43 Long chain aliphatic ligands have been shown to
promote the formation of zinc blende CdSe NPs, whereas
phosphonate ligands promoted growth of a wurtzite structure;44
© 2025 The Author(s). Published by the Royal Society of Chemistry
long chain aliphatic amines only played a secondary role in
structure direction in that instance.

Since the decomposition of SSPs to NCs is usually performed
in a suitable solvent or solvent mixture where the resulting
surface coating of ligands will then stem from the solvent(s),
much work has been undertaken to control NC properties using
various solvents.45 The majority of studies have focussed on
long chain alkylamines,46 as well as phosphonates, phosphines,
phosphine oxides, and thiols40 as solvents and capping ligands
for Cd-chalcogen NCs. The alkyl chain length of alkylamines
can be used to modify the stability of the surface ligands owing
to increased ligand–ligand interactions with longer chains, even
though amines are generally considered as weak ligands and
are in constant exchange with the surface when the NCs are in
colloidal solutions/suspension.46 For metal oxide NCs, in this
case ZnO, it has recently been shown that aromatic groups help
stabilise surface ligands through p–p interactions.47,48 More-
over, aromatic ligands have been shown to improve the opto-
electronic properties of semiconducting NCs owing to their
conductivity.49–51 Therefore, it is somewhat surprising that
ligands employing aromatic groups have rarely been explored in
these contexts for Cd-chalcogen NCs.52

To better understand how ligand structure relates to NP
morphology and surface passivation, atomic-scale character-
isation techniques can be employed. Analytical tools such as
powder X-ray diffraction (pXRD) and electron microscopy (EM)
offer detailed insight into the core structure of NPs, whereas
Fourier-transform infrared (FT-IR), Raman, X-ray photoelectron
(XPS), and nuclear magnetic resonance (NMR) spectroscopies
also allow probing the nature of the surface. Solid-state NMR
spectroscopy has been used to study both the surface and bulk
of CdS NPs with 1H, 13C, and 113Cd NMR. However, most of this
work has been dedicated to characterising the surface and core
structure of the inorganic component and has not addressed
the key role that ligands play in CdS NP growth and stabilisa-
tion. It is therefore of great interest to investigate the effect of
ligands on the synthesis of NCs, where the ligand can be probed
with atomic-level precision.

Here, we report the synthesis of CdS NPs from an air-stable,
single source, inorganic molecular precursor and tune their
resulting morphology using a contrasting combination of small
aromatic amine-based ligands and a ‘typical’ solvothermal
ligand (TOPO). Fluorinated aromatic amines were used as
ligands, which are added at the synthesis-stage, to both act as
co-capping agents with TOPO, and as an NMR probe to inves-
tigate ligand binding affinity and inter-molecular interactions
of the capping ligands; 19F has very favourable properties for
NMR spectroscopy, including high receptivity (∼0.8 relative to
1H and ∼4600 relative to 13C) and uorine is rare in natural
systems meaning that detected signals are specic to the
exogenous uorinated species. 19F solid-state NMR spectros-
copy of the uorinated aromatic ligands provides insight into
ligand mixing (with TOPO) at the surface of the NCs as well as
a tool to measure distances between aromatic ligands.
Depending on the relative ratio of TOPO : uorinated aromatic
amine, and the choice of these amines (3-uoroaniline or 3-
uorobenzylamine), pXRD and EM show that the size and shape
Nanoscale Adv., 2025, 7, 850–861 | 851
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of the CdS NPs can be controlled and pXRD and 113Cd NMR
show that the prevalence of a particular phase (cubic or
hexagonal) can also be manipulated.

Experimental
Chemicals

The following chemicals were used without further purication,
unless specied: cadmium nitrate tetrahydrate (98%, Sigma-
Aldrich), potassium ethylxanthogenate (potassium ethyl
xanthate, 96%, Sigma-Aldrich), 3-methyl pyridine (Fluo-
rochem), tetrahydrofuran (THF, $99.9%, Sigma-Aldrich), tri-
octylphosphine oxide (TOPO, 90%, Sigma-Aldrich), 3-
uoroaniline (98+%, Alfa Aesar), 3-uorobenzylamine (95%,
Fluorochem).

Instrumentation

Solution NMR spectroscopy of the precursor was conducted on
a Bruker 400 MHz spectrometer. Elemental analysis (EA) was
performed on a ThermoScientic Flash 2000 Organic Elemental
Analyzer for CHN and S analyses. Thermogravimetric analysis
(TGA) was performed on a Mettler Toledo STARe system under
an N2 atmosphere and a heat ramp rate of 10 °C min−1. Powder
X-ray diffraction was measured on a Bruker D8 Discover GIXRD
Autochanger with a Cu Ka X-ray source with a wavelength of
1.541874 Å. Raman spectroscopy was performed on a Horiba
LabRAM instrument using a 488 nm wavelength laser at 50×
magnication. X-ray photoelectron spectroscopy (XPS) was
performed using an ESCA2SR spectrometer (ScientaOmicron
GmbH) using monochromated Al Ka radiation (1486.6 eV, 20
mA emission at 300W, 1 mm spot size) with a base pressure of 1
× 10−9 mbar. Charge neutralisation was achieved using a low
energy electron ood source (FS40A, PreVac). Binding energy
scale calibration was performed using C–C in the C 1s photo-
electron peak at 284.8 eV. Analysis and curve tting was per-
formed using Pseudo-Voigt peaks using CasaXPS. Optical
measurements were recorded on a Shimadzu UV-1800 in the
wavelength range of 1100–300 nm. TEM samples were prepared
by drop-casting a suspension of CdS NCs in hexane onto a holey
carbon Cu grid. Bright-eld (BF) scanning TEM (STEM) images
were taken using a Talos 200A eld emission electron gun
microscope operating at 200 kV. Energy dispersive X-ray spec-
troscopy (EDS) hyperspectral data were obtained with a Super-X
G2 four-segment SDD detector with a probe semi-convergence
angle of 10.5 mrad and beam current of approximately 6.54 nA.

Synthesis of Cd(Ethyl xanthate)2(3-methyl pyridine)2

Synthesis of [Cd(Xan)2(3-mpy)2] was adapted from a previous
literature procedure.18,19 Cadmium nitrate (ca. 1 g, 3 mmol) and
ethyl xanthate (ca. 1 g, 6.2 mmol) were combined in a round
bottom ask containing a stirrer bar and placed under an Ar
atmosphere. THF (50mL) was added followed immediately by 3-
methyl pyridine (ca. 600 mL, 6.2 mmol), and the solution was
stirred overnight (typically ca. 18 h). The formed precipitate
(KNO3) was ltered and washed with THF. The solvent in the
ltrate was then removed under vacuum and the resulting solid
852 | Nanoscale Adv., 2025, 7, 850–861
residue was recrystallised in acetone. The successful synthesis
of this complex here was conrmed by 1H NMR.19 Analysis of
[Cd(Xan)2(3-mpy)2]: elemental analysis found (calculated for
CdC18H24N2O2S4 (in %)); C: 40.1 (40.0), H: 4.6 (4.5), N: 5.0, (5.2),
S: 23.8, (23.7).
Synthesis of colloidal CdS nanoparticles

Synthesis of CdS nanocrystals was carried out using a modi-
cation of a literature procedure.22 TOPO-only synthesis: under
an N2 atmosphere, TOPO (10 g, 25 mmol) was degassed for
30 min and heated to 160 °C. Simultaneously and separately, 1 g
(1.8 mmol) of [Cd(EtXan)2(3-mpy)2] was dissolved in 5 g (12.5
mmol) of TOPO under an N2 atmosphere and heated to 60 °C to
fully dissolve the precursor. The Cd precursor solution was then
rapidly injected into the hot TOPO, with a further temperature
raise to 280 °C for 1 h, yielding an orange colour in the solution.
Aer 1 h, the mixture was allowed to cool below 100 °C and
quenched with an excess of methanol, removing any solidied
TOPO. Separation of the CdS nanocrystals and removal of excess
(unbound) ligand solvent was achieved with the use of
a centrifuge at 8g for 5 min, which saw the solid nanocrystals
separated from methanol and TOPO liquid phase. A further
wash was undertaken using toluene (4 mL) to dissolve the solid
CdS nanocrystals, to this further methanol (40 mL) was added
and again centrifuged at 8g for 5 min. The collected orange solid
was dried overnight under vacuum. For the dual-capping agent
nanocrystal synthesis, the procedure was the same with the
exception that the uorinated ligand replaced the TOPO used to
dissolve the CdS precursor, always making up 15 g total. For the
2 : 7 molar ratio TOPO : 3-FlAn, this was a 1 : 1 ratio by mass and
was made up to this equivalence in both TOPO solutions.
Solid-state NMR

Solid-state NMR spectra were recorded using a Bruker 9.4 T (400
MHz 1H Larmor frequency) AVANCE III spectrometer equipped
with a 4 mm HFX MAS probe. Experiments were acquired at
ambient temperature using various MAS rates. Samples were
packed into 4 mm o.d. zirconia rotors under ambient condi-
tions, and sealed with a Kel-F rotor cap. The 1H (p/2)- and p-
pulse durations were 2.5 and 5.0 ms, respectively, the 13C (p/2)-
and p-pulse durations were 5.0 and 10.0 ms, respectively, the 19F
(p/2)- and p-pulse durations were 4.8 and 9.6 ms, respectively,
and the 113Cd (p/2)- and p-pulse durations were 5.0 and 10.0 ms,
respectively. The 113Cd MAS NMR spectra were recorded using

an echo sequence,
p

2
� s� p� s, where the echo time (s) was

set to one rotor period, using a repetition delay of 50 s for 1212
to 5088 co-added transients. 1H MAS NMR spectra were recor-
ded in the same manner as for 113Cd, but the repetition delay
was 0.3 s for the TOPO and TOPO/3-FlAn CdS NCs and 0.1 s for
the TOPO/3-FlBzAm CdS NCs, and 512 transients were co-added
for each. 13C MAS NMR spectra were recorded using {1H–}13C
cross-polarization (CP) with an echo (s–p–s) of total duration of
two rotor periods. 13C spin-locking was applied for 2 ms at ∼50
kHz, with corresponding ramped (70–100%) 1H spin-locking at
60–80 kHz (depending on MAS frequency) for CPMAS
© 2025 The Author(s). Published by the Royal Society of Chemistry
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experiments. 100 kHz SPINAL-64 53 heteronuclear 1H decou-
pling was used throughout signal acquisition. 3968 to 6208
transients were co-added, with repetition delays of 2.7 s. 19F
MAS NMR spectra were recorded using {1H–}19F cross-
polarization (CP) with an echo (s–p–s) of total duration of two
rotor periods. 19F spin-locking was applied for 1.25 ms at ∼52
kHz, with corresponding ramped (70–100%) 1H spin-locking at
60–80 kHz (depending on MAS frequency) for CPMAS experi-
ments. No RF heteronuclear 1H decoupling was used, and 2048
to 8192 transients were co-added using the same repetition
delays as for the 1H MAS NMR experiments. The 1H–19F 2D
heteronuclear dipolar correlation spectra were recorded using
the same parameters as for the corresponding {1H–}19F CPMAS
NMR experiments but with a CP mixing time of 1 ms, and with
512 or 1024 co-added transients for each of 32 complex STATES-
TPPI increments with an indirect spectral width to match the
MAS frequency. The 19F 1D homonuclear double-quantum-
ltered (DQF) dipolar correlation NMR spectra were recorded
using the SPC-5 mixing sequence54 with various mixing times,
using a MAS frequency of 12 kHz. No RF 1H decoupling was
employed at any time during the acquisition of these spectra,
and the experiments started with a {1H–}19F CP step. 32 768
transients were co-added for each mixing time, with the same
repetition delays as for the {1H–}19F CP experiments. Spectral
simulations were performed in the solid line-shape analysis
(SOLA) module v2.2.4 in Bruker TopSpin v4.0.9. Solid-state NMR
spectra were referenced to TMS (1H and 13C, indirectly via
adamantane), CCl3F (19F, indirectly via PTFE) and Me2Cd
(113Cd, indirectly via Cd(NO3)2(H2O)4).
Results and discussion
Synthesis and structural characterisation of CdS nanocrystals

[Cd(ethyl xanthate)2(3-methylpyridine)2] (hereaer denoted as
[Cd(Xan)2(3mpy)2], Fig. 1(d)) was synthesised following a previ-
ously reported procedure.18,19 Colloidal CdS nanocrystals (NCs)
were synthesised by solvothermally decomposing this precursor
in a solution of trioctylphosphine oxide (TOPO) in the presence
or absence in various ratios of 3-uoroaniline (3-FlAn, Fig. 1(b))
or 3-uorobenzylamine (3-FlBzAm, Fig. 1(c)), as in Table 1
(schematic shown in Fig. 1(a)). Six nanocrystal systems were
Fig. 1 (a) Reaction scheme of the hot injection method to form
colloidal CdS nanocrystals. Also shown are the chemical structures of
(b) 3-FlAn, (c) 3-FlBzAm and (d) [Cd(Xan)2(3-mpy)2].

© 2025 The Author(s). Published by the Royal Society of Chemistry
synthesised based on various molar ratios of TOPO : uorinated
aromatic ligand: (1) TOPO only, (2) 3 : 2 and 2 : 7 TOPO : 3-FlAn
and (3) 3 : 2, 3 : 1, and 16 : 1 of TOPO : 3-FlBzAm. This enabled
a two-fold investigation: rst, to assess the use of mono-
uorinated aromatic ligand as an NMR-active probe on the
surface of the NCs and second, to investigate the difference
between the benzylamine and aniline functions in terms of
aromatic capping agents on CdS NCs and their inuence on the
resulting material's growth.

Powder X-ray diffraction (pXRD, Fig. 2(a and b)) was used to
assess the crystalline products of the synthesised nanocrystals.
Accurately indexing nanoparticle CdS is challenging due to the
Scherrer broadening effect57 of small crystallites overlapping the
peaks of the two main phases of hexagonal wurtzite CdS (ICSD:
154186) and cubic sphalerite (also known as zinc blende) CdS
(ICSD: 81925). The pXRD pattern of the TOPO only CdS system
appeared to be consistent with both sphalerite and wurtzite,
likely because the NCs are extremely small (and therefore give
broad patterns). The pXRD patterns with mixed TOPO : uori-
nated amine systems were easier to index. The pXRD patterns of
the three 3-FlBzAm synthesised NCs were found to be wurtzite,
with the (11�0), (002) and (011�) reections visible, whilst the 3-
FlAn-based NCs were bothmore consistent with sphalerite, with
the absence of any large (01�3) reection that would be present in
wurtzite. In our synthesised nanocrystals, the TOPO mixed with
3-uoroaniline system is found to stabilise the metastable cubic
phase of CdS, but by changing the solvent regime to include 3-
uorobenzyl amine, the thermodynamically favourable wurtzite
phase is obtained.

With difficulty determining the exact synthesised phase from
pXRD due to the Scherrer broadening of our NCs, Raman
spectroscopy was also used to characterize the CdS nano-
particles. All materials studied displayed two peaks centred ca.
300 cm−1 and 600 cm−1 (Fig. 2(c)). These are attributed to the
two longitudinal optical (LO) modes of hexagonal CdS.19,58

Despite cubic CdS having a main LO peak centred ca. 350 cm−1,
and the pXRD patterns suggesting the 3-FlAn-based systems
were mainly cubic, this was not observed in any of our Raman
spectra, indicating the likely presence of mixed phased
synthesis in at least some of our proposed sphalerite systems.

Application of the Scherrer equation on the pXRD patterns
found a range of sizes were present in the synthesised nanoscale
CdS materials, with the TOPO only being the smallest (ca. 20
nm). Along the (002) reection, the 5 : 1 TOPO : 3-FlBzAm was
the largest (ca. 200 nm) and the 10 : 1 and 64 : 1 TOPO : 3-
FlBzAm were calculated as ca. 80 nm. The 5 : 1 TOPO : 3-FlBzAm
NCs along the (11�0) and (11�1) reections weremore comparable
in size to the other two synthesised systems at ca. 80 nm,
respectively, indicating rod shaped crystallites were synthesised
(with an aspect ratio of ca. 2.5 : 1, i.e. 200 nm in the (002)
direction and ca. 80 nm in the (1�10) and (1�11) directions).
Overlapping peaks precluded this aspect analysis for the 10 : 1
and 64 : 1 TOPO : 3-FlBzAm systems. The predominantly sphal-
erite 5 : 1 and 1 : 1 TOPO : 3-FlAn NCs were calculated as ca.
35 nm and ca. 70 nm, respectively, slightly smaller than the
wurtzite phased 3-FlBzAm NCs, which is consistent with
Nanoscale Adv., 2025, 7, 850–861 | 853

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4na00564c


Table 1 The total mass of solvent (TOPO + either 3-FlAn or 3-FlBzAm) was 15 g

Amount of material/mmol

Ratio TOPO : L (mass) Ratio TOPO : L (mol)[Cd(Xan)2(mpy)2] TOPO 3-FlAn 3-FlBzAm

1.85 38.80 — — — —
1.85 32.33 22.50 — 5 : 1 3 : 2
1.85 19.40 67.49 — 1 : 1 2 : 7
1.85 38.02 — 2.40 64 : 1 16 : 1
1.85 35.18 — 11.19 10 : 1 3 : 1
1.85 32.33 — 19.98 5 : 1 3 : 2

Fig. 2 (a and b) pXRD patterns of all investigated CdS nanocrystals with model patterns for (a) hexagonal wurtzite (ICSD: 154186, P63mc, a =

4.1365(3), b = 4.1365(3), c = 6.7160(4), a, b = 90°, g = 120°)55 and (b) cubic sphalerite (ICSD: 81925, F�43m, a = 8304(9), b = 5.8304(9), c =
5.8304(9), a, b, g= 90°).56 (c) Raman spectra recorded for all synthesised CdS nanocrystals and the unit cells of (d) Sphalerite and (e) Wurtzite with
Cd atoms in purple and S atoms in yellow. Ratio of TOPO : fluorinated amine in (a–c) are by mass, as in Table 1.
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previous reports indicating that larger nanoparticles preferen-
tially form wurtzite over sphalerite.28

Transmission electron microscopy (TEM) was used to image
the synthesised nanocrystals to further assess the particle size.
Fig. 3 shows the images, which found that for (a–c) the TOPO
only and the two 3-FlAn-based systems are discrete and roughly
spherical particles were obtained of sub-10 nm in size. The 3-
FlBzAm-based systems were found to be more complex, in these
systems the NCs appeared to aggregate more strongly than in the
3-FlAn reactions. This is consistent with their predominant
phases, as wurtzite CdS NCs have been shown to aggregate more
strongly than sphalerite.59 This aggregation precluded any size
analysis on the 10 : 1 and 64 : 1 TOPO : 3-FlBzAm systems but the
5 : 1 TOPO : 3-FlBzAm NCs were within the 50–100 nm range,
consistent with the Scherrer analysis of the pXRD patterns.
Aggregation could be expected due to the small size of the uo-
rinated aromatic amines, allowing the NCs to come into close
contact; this can be a desired property as small, conductive
surface-bound species are known to signicantly facilitate
854 | Nanoscale Adv., 2025, 7, 850–861
electrocatalysis.60,61 CdS NCs synthesized in TOPO were charac-
terized by scanning transmission electron microscopy (STEM).
STEM bright-eld (STEM-BF) micrographs taken from these CdS
NCs (Fig. S1†) can be compared to the corresponding HR-TEM
image (Fig. 3(a)). The STEM-BF image presents improved
contrast compared to the HR-TEM and highlights the irregular
shape of the NCs; elemental mapping was also carried out
(Fig. S2†). STEM-EDS spectra of three different areas in the
sample were analysed (Fig. S2†): CdS NCs (area 1), the supporting
carbon lm (area 2) and vacuum (area 3). Compared to the empty
support carbon lm area, the area containing CdS NCs presents
stronger O (ka) signals. Additionally, phosphorus was detected
near the CdS NCs and not on the supporting carbon lms. These
results all suggest the binding of TOPO to the NCs.

Characterisation of CdS NCs with solid-state NMR

The presence of hexagonal CdS from Raman spectroscopy in all
systems and cubic CdS from pXRD analysis for the FlAn-based
CdS nanocrystals suggests the presence of both phases in the
© 2025 The Author(s). Published by the Royal Society of Chemistry
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Fig. 3 High resolution TEM images of the synthesised nanocrystals where (a) is TOPO only, (b) 5 : 1 and (c) 1 : 1 TOPO : 3-FlAn and (d) 5 : 1, (e) 10 :
1 and (f) 64 : 1 of TOPO : 3-FlBzAm, respectively. All scale bars are set to 20 nm. Ratio of TOPO : fluorinated amine are by mass, as in Table 1.
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synthesised materials. To examine this further, solid-state NMR
spectroscopy was used to assess the 113Cd environments within
the synthesised nanocrystals. Fig. 4 shows the corresponding
113Cdmagic angle spinning (MAS) NMR spectra for the CdS NCs
studied here. The TOPO-only NCs, which have the smallest
average particle size, exhibit a broad distribution of 113Cd
chemical shis ranging approximately from 0 to 120 ppm. This
distribution cannot be tted with a single Gaussian lineshape
(see the ESI† for non-denitive deconvolutions, and Fig. S4† for
TOPO CdS NCs). Therefore, this suggests that there are a variety
of Cd environments, possibly from different CdS phases, and
the shape of the spectrum suggests those that provide lower
chemical shis are preferred and in the majority. Different
phases can be expected as a mixture,37 and also within indi-
vidual particles due to stacking faults that arise at the synthetic
stage.44 Although the 113Cd MAS NMR spectra of TOPO/3-FlAn
CdS NCs are also broad and span a similar range, they differ
from that of the TOPO-only NCs in that there is a clear majority
of Cd environments that exhibit a higher chemical shi. The
TOPO/3-FlBzAm CdS NCs also provide a distribution of 113Cd
chemical shis. However, as the proportion of 3-FlBzAm ligand
increases, narrower 113Cd peaks begin to appear and there is an
evident single dominating peak at d{113Cd} = 48 ppm for the
highest proportion (TOPO/3-FlBzAm (5 : 1); see also Fig. S10†).
Combining with the pXRD analysis (vide supra), which showed
that TOPO/3-FlBzAm CdS NCs were predominantly a hexagonal
(wurtzite) phase and that TOPO/3-FlAn CdS NCs were a cubic
(sphalerite) phase, lower 113Cd chemical shis (d{113Cd} < ∼60
ppm) can be tentatively assigned to wurtzite-CdS NCs and
higher 113Cd chemical shis (d{113Cd} > ∼60 ppm) can be
tentatively assigned to sphalerite-CdS NCs. This is consistent
© 2025 The Author(s). Published by the Royal Society of Chemistry
with complementary studies of CdSe NCs that have shown that
core 113Cd chemical shis are lower for wurtzite-CdSe NCs (d
{113Cd} = −80 ppm) than for sphalerite-CdSe NCs (d{113Cd} =
−66 ppm).62 The narrow 113Cd resonance observed for TOPO/3-
FlBzAm (5 : 1) CdS NCs indicates a high-level of crystallinity
and/or smaller distribution of particle sizes and is consistent
with the pXRD analysis, which provided a dimension of
∼200 nm for the (002) reection for these NCs whereas all
others had all dimensions <100 nm. There are no spinning side
bands visible in the 113CdMAS NMR spectra. This indicates that
the 113Cd environments have high tetrahedral symmetry and
thus that the resonances arise from core (not surface) species.63

No other 113Cd resonances are observed for the CdS NCs
prepared with uorinated aromatic amines. However, a peak at
d{113Cd}=−650 ppm, which can be assigned to cadmium oxide
impurities,63 can be seen for the TOPO-only NCs (see Fig. S4†).
The presence of undecomposed precursor in the resulting
powder was excluded, as the 113Cd NMR spectra of the precursor
indicated a peak around d{113Cd} = −447 ppm (see Fig. S3†).
The breadth of the NMR peak at d{113Cd} = −650 ppm and the
lack of corresponding peaks in the pXRD pattern suggests that
this impurity may be an amorphous CdOx phase or CdOx shell
in the CdS NCs. This result correlates well with the STEM-EDS
results, which suggest that the TOPO-only CdS NCs contain
a substantial amount of oxygen (vide supra). Therefore, the
uorinated aromatic amines not only play a role in controlling
the structure of the CdS NCs,64 but they also perform a stabil-
ising role that prevents oxidation.

The 113Cd NMR data show that the inorganic component of
the NCs is inuenced by the ligands present during their
synthesis. 13C NMR spectroscopy can be used to probe the
Nanoscale Adv., 2025, 7, 850–861 | 855
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Fig. 4 113Cd MAS NMR spectra of CdS NCs with ligands indicated. A
MAS frequency of 8 kHz was used for TOPO, 10 kHz was used for
TOPO/3-FlAn (1 : 1), and 12 kHz was used for TOPO/3-FlAn (5 : 1),
TOPO/3-FlBzAm (64 : 1), TOPO/3-FlBzAm (10 : 1), and TOPO/3-
FlBzAm (5 : 1) CdS NCs. Vertical dashed lines highlight peak positions
for wurtzite (∼48 ppm) and sphalerite (∼71 ppm) CdS NCs. See the ESI†
for corresponding spectral fittings. Ratio of TOPO : fluorinated amine
are by mass, as in Table 1.
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organic, surface component. The 13C MAS NMR spectra,
acquired using cross-polarization (CP) from 1H spins, show 13C
resonances for both the TOPO and the uorinated aromatic
amine ligands in the respective samples (see Fig. S11†). The use
of CP will favour ligands that are not highly dynamic and thus
both sets of ligands are likely anchored to the NC surface.
Interestingly, for the mixed-ligand NCs the 13C resonances from
TOPO differ slightly to that from the TOPO-only CdS NCs. This
indicates that the uorinated aromatic amine ligands perturb
the environment of the TOPO ligands. Moreover, whereas the
13C resonances from the TOPO and 3-FlBzAm ligands are rela-
tively narrow, those from 3-FlAn ligands are broad. Thus, the 3-
FlAn ligands are present in a wide range of geometries on the
NC surfaces.

Since {1H–}13C CPMAS NMR spectra are not intrinsically
quantitative and the experimental sensitivity is relatively poor,
1HMAS NMR spectra were also recorded so that the nal ratio of
TOPO to uorinated aromatic amine could be determined.
Moreover, the 1H MAS NMR spectra show that there is
856 | Nanoscale Adv., 2025, 7, 850–861
negligible residual (un-bound) ligand remaining as this would
present discrete narrow peaks owing to greater ligand
mobility.65 Even though the resolution of solid-state 1H MAS
NMR under the employed experimental conditions is usually
relatively poor, the spectra could be deconvoluted and inte-
grated (see Fig. S12–S17 and Table S2†). The signal intensities of
the aromatic protons from 3-FlAn and 3-BzAm were compared
to those from the aliphatic protons from the TOPO ligand. This
gave molar ratios of 1.6 : 1, 1 : 4.7, 1 : 2.7, 1 : 7, and 1 : 6.3 for
TOPO : 3-FlAn (5 : 1), TOPO : 3-FlAn (1 : 1), TOPO : 3-FlBzAm
(64 : 1), TOPO : 3-FlBzAm (10 : 1), and TOPO : 3-FlBzAm (5 : 1),
respectively; the molar ratios added during the synthesis were
1.5 : 1, 1 : 3.5, 16 : 1, 3 : 1, and 1.5 : 1, respectively. Therefore, the
resulting relative amount of 3-FlAn ligand is similar to that at
the synthesis stage and the competition for surface adsorption
is balanced between this ligand and TOPO. Contrastingly, the
nal amount of 3-FlBzAm on the CdS NCs vastly exceeds that of
TOPO, highlighting that 3-FlBzAm has a much greater surface
affinity. The nal molar ratio seems to have plateaued at∼1 : 6.5
TOPO : 3-FlBzAm. The greater surface affinity of the 3-FlBzAm
ligand is likely to provide higher surface stability. It could be
postulated that the methylene group of 3-FlBzAm provides extra
structural exibility, compared to 3-FlAn, allowing a more
favourable surface arrangement of the ligands. This would be
consistent with the 13C NMR data (vide supra), which shows that
3-FlBzAm is more ordered than 3-FlAn on the CdS NC surfaces.

To further investigate the ligand structure on the surface of
the NCs, 19F MAS NMR spectroscopy was employed. The cor-
responding spectra, given in Fig. 5(a), display broad peaks with
spinning sidebands for all samples, which provides further
evidence that the uorinated aromatic amines are surface-
bound and are also not undergoing fast reorientations, as this
would average the chemical shi anisotropy (see Fig. S15–S19
for ttings and Table S3† for the corresponding extracted
parameters). That said, the TOPO/3-FlAn (1 : 1) CdS NCs also
exhibit a narrow 19F resonance that does not have any
measurable chemical shi anisotropy and can thus be attrib-
uted to 3-FlAn ligands that undergo fast isotropic motion, likely
a result of free-ligand species that arise owing to their relatively
high proportion in this sample. While there is only a single
broad 19F resonance for the TOPO/3-FlAn CdS NCs, two over-
lapping broad resonances are observed for the TOPO/3-FlBzAm
counterparts. Therefore, there are (at least) two environments
for the 3-FlBzAm ligands on the CdS NCs. To gain further
insight on these environments, a 2D 1H–19F dipolar correlation
MAS NMR spectrum of TOPO/3-FlBzAm CdS NCs, shown in
Fig. 5(b), was recorded. This experiment gives cross peaks
(contours) between 1H and 19F nuclei that are in close spatial
proximity. The large (19F, 1H; ppm) contour at (−116, 7) corre-
sponds to a dipolar interaction between 19F and 1H from the 3-
FlBzAm ligands themselves, as expected. Notably, there is also
a substantial cross peak at (−115, 1) that highlights proximity
between 19F from the 3-FlBzAm ligands and 1H from the TOPO
ligands; a similar cross peak is also observed for TOPO/3-FlAn
CdS NCs (see Fig. S23†). Accordingly, this infers that there is
substantial ligand mixing on the surface of the NCs. This is in
agreement with the 13C NMR data that shows that the TOPO
© 2025 The Author(s). Published by the Royal Society of Chemistry
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Fig. 5 {1H–}19F CP (a) and 1H–19F 2D dipolar correlation (b) MAS NMR spectra of indicated CdS NCs. An MAS frequency of 10 kHz was used for
TOPO/3-FlAn (1 : 1), TOPO/3-FlBzAm (10 : 1), and TOPO/3-FlBzAm (5 : 1), and 12 kHzwas used for TOPO/3-FlAn (5 : 1) and TOPO/3-FlBzAm (64 :
1) CdS NCs. Cross-sectional slices at the positions indicated with the horizontal dashed coloured lines in the 2D spectrum are given above the 2D
spectrum in (b) along with the corresponding {1H–}19F CP (top) and 1H (left) MAS NMR spectra. See the ESI† for corresponding spectral fittings.
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resonances are perturbed with the addition of the amine-based
ligands (vide supra). The centre of mass of the (−115, 1) cross
peak is at higher (more positive) chemical shi than that of the
(−116, 7) cross peak (see cross-sectional slices in Fig. 5(b)) and
therefore the contribution at higher chemical shi will stem
from 3-FlBzAm ligands that are closer to (more) TOPO ligands.

To determine the surface coverage of the uorinated
aromatic amine ligands, 19F–19F internuclear distances were
probed using 1D double-quantum-ltered dipolar correlation
MAS NMR spectra. The lattice constant for cubic (sphalerite)
CdS is 5.8 Å and for hexagonal (wurtzite) CdS they are a = b =

4.2 and c = 6.8 Å. The Cd–S bond lengths are 2.6 Å in both
phases. Plotting the relative intensity of double-quantum-
ltered 19F signal as a function of dipolar mixing time and
comparing to numerical simulations (given in Fig. S21†) shows
that the 19F–19F internuclear distances can be <5 Å. There is
likely a distribution of 19F–19F distances, but the initial slope of
the plots supports the inference that the amine ligands can be
4.0–4.5 Å apart, which is consistent with the homoatomic
distances (e.g. Cd–Cd or S–S; cf. 4.12 Å in sphalerite and 4.15 Å
in wurtzite for both) and with recent investigations into the
surface density of amine ligands on ZnS NCs.66 This means that
the amine ligands can be bound at adjacent sites, providing
good surface coverage. If multi-ligand interactions are accoun-
ted for (i.e., three or more 19F homonuclear dipolar couplings,
rather than spin pairs owing to the surface coverage) then the
measured 19F–19F distance can be <4 Å. Hence, either the
© 2025 The Author(s). Published by the Royal Society of Chemistry
aromatic rings are rotated on the surface so that the Fs are
pointing towards each other, the surface coverage is not
monolayer (i.e. <100%), or the amines are bound at both Cd and
S surface sites, if the terminating facet allows. The latter inter-
pretation has been proposed based on 15N NMR and corre-
sponding DFT calculations of amine ligands on CdSe NCs.42 As
an inter-ligand distance of 4.2 Å is fully consistent with the
interatomic spacings on both polar and non-polar CdS sphal-
erite and wurtzite facets, this regular spacing would also provide
the opportunity for an ordered ligand arrangement, which is
inferred from the 13C MAS NMR data of the majority wurtzite
TOPO/3-FlBzAm CdS NCs (vide supra). However, for the majority
sphalerite TOPO/3-FlAn CdS NCs that appear to have closer
amine ligand packing (shorter 19F–19F distances (∼4.0 Å), see
Fig. S24†) than with 3-FlBzAm, the greater extent of mixing with
TOPO ligands leads to a disordered surface of 3-FlAn ligands, as
inferred from the 13C MAS NMR data (vide supra). Nevertheless,
the measured 19F–19F distances for both amine ligands
demonstrates that a high surface coverage is achievable, which
provides good surface passivation.
Characterisation of CdS NC surfaces with X-ray photoelectron
spectroscopy

With the characterisation of the CdS NCs indicating the pres-
ence of multiple phases and the solid-state NMR suggesting the
presence of some amorphous CdOx in the TOPO only sample,
Nanoscale Adv., 2025, 7, 850–861 | 857
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we undertook further surface characterisation using X-ray
photoelectron spectroscopy (XPS). Survey spectra, Cd 3d, and
S 2p are all shown in Fig. S22–S24.† From this analysis, a single
chemical environment was found for all Cd 3d spectra and
a single chemical environment for all S 2p spectra, both indi-
cating a single CdS environment. Since it is challenging to
distinguish between CdS and CdO with Cd 3d,67 O 1s was used
to corroborate that the TOPO only NCs contain CdOx as the
associated relative intensity is much larger for these (see
Fig. S25†). Moreover, quantitative analysis of Cd 3d and S 2p
conrmed a 1 : 1 Cd : S ratio for all samples apart from the
TOPO only system, which has a smaller amount of S (see Table
S4†). The Cd MNN also conrms that no Cd0 is present.

Given the presence of uorinated aromatic amine and TOPO
capping agents, P 2p, N 1s, and F 1s were also interrogated. F 1s
is possibly present is some of the samples, but not with suffi-
cient concentration to be certain, N 1s could not be observed in
any sample. P 2p was clearly observed in the survey spectra of
the TOPO only and 5 : 1 TOPO : 3-FlAn synthesised systems
(indicated in survey Fig. S22(a)†), but could not be found in
other samples with any degree of certainty, this mirrors the
quantitative trend observed in the ssNMR analysis where the 5 :
1 TOPO : 3-FlAn NCs was the only system that observed greater
TOPO than uorinated amine, all other samples had a higher
degree of uorinated amine than TOPO, which could explain
why we struggled to observe further P in these samples.
Absorbance and band gap analysis of CdS NCs

The optical absorption properties of the CdS NCs were
measured by UV-Vis absorbance spectroscopy. Fig. 6(a) shows
the UV-Vis absorption spectra and (Fig. c, d, and S25†) the
resulting Tauc plots calculated to determine the band gap
energies (Eg). From this analysis, the TOPO-only, FlAn-based
nanocrystals, and the 64 : 1 3-FlBzAm were found to have an
absorption between 450 and 500 nm, with corresponding Eg of
2.7 eV (TOPO only), 2.2 eV (5 : 1 TOPO : FlAn) and 2.3 eV (1 : 1
TOPO : FlAn), and 2.2 (64 : 1 TOPO : 3-FlBzAm). The 1 : 1 3-FlAn,
and 3-FlBzAm-based nanocrystals were found to have absorp-
tion at lower wavelengths (higher energies), between 280 and
Fig. 6 (a and b) UV-Vis absorption spectra and (c) calculated Tauc plots o
5 : 1 TOPO : 3-FlAn (pink), 1 : 1 TOPO : 3-FlAn (black), 5 : 1 TOPO : 3-FlB
(purple) are all shown.

858 | Nanoscale Adv., 2025, 7, 850–861
310 nm, corresponding to Eg of 3.7 eV (1 : 1 TOPO : FlAn), 4.0 eV
(3 : 2 TOPO : 3-FlBzAm), 4.1 eV (3 : 1 TOPO : 3-FlBzAm) and
4.2 eV (16 : 1 TOPO : 3-FlBzAm). Bulk, cubic CdS has a band gap
energy ca. 2.4 eV18,19 and nanoparticulate hexagonal CdS has
been reported with Eg in the range of 2.5–3.3 eV.28,68 A previous
study of cubic and hexagonal CdS nanoparticles prepared
through a solvothermal reaction of cadmium chloride and
thiourea has found that hexagonal CdS nanoparticles have a Eg
of ca. 2.5 eV, while cubic CdS nanoparticles were found to
possess Eg of ca. 3.6 eV.28 In our nanocrystals, we observe the
opposite trend where the cubic CdS nanocrystals possess lower
band gap energies and hexagonal higher, with two of our
systems having two band gap energies, which is likely linked to
both phases being present.

The fact that our experimental ndings differ from other
reported CdS NCs indicates that the photon absorption prop-
erties of our samples are likely not related to the core CdS and
could be related to the surface and the interaction with the
surface ligands. The differing electronic effects of the amine
group between the 3-FlBzAm and the 3-FlAn and the differing
affinity of the different ligands could also inuence the band
structure of the surface CdS, along with possible defects,
particle size, morphology, and strain within the lattice. This
conclusion is supported by the ssNMR analysis indicating that
FlBzAm has a higher affinity for CdS than FlAn, and the band
gap energies of the TOPO only and TOPO/FlAn mixed systems
possessing an Eg of ca. 2.5 eV and the TOPO/FlBzAm mixed
systems possessing a Eg of ca. 4.0 eV. However, signicant
further work would be required in order to fully understand the
electronic interaction between the surface ligands and CdS, and
the localisation of photon absorption.
Discussion

Here, solvent mixtures (aliphatic TOPO and mono-uorinated
aromatic amines) have been used to control the material
properties of colloidal CdS nanocrystals. The TOPO-only CdS
system was found to consist of small cubic and hexagonal CdS
NCs (with the latter in the slight majority) that had a degree of
f the CdS nanocrystals suspended in toluene, where TOPOonly (green),
zAm (blue), 10 : 1 TOPO : 3-FlBzAm (red) and 64 : 1 TOPO : 3-FlBzAm

© 2025 The Author(s). Published by the Royal Society of Chemistry
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Fig. 7 Schematic of (a) TOPO only, (b) 3-fluoroaniline : TOPO (1 : 5), and (c) 3-fluorobenzylamine : TOPO (1 : 5) CdS NCs. Purple, yellow, red,
orange, blue, cyan, and black represent Cd, S, O, P, N, F, and C atoms, respectively. 2D slices illustrating surface ligand binding environments are
given above 3D (not to scale) representations of the NC phases.
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amorphous CdOx. Using uorinated amine : TOPO solvent
mixtures prevented any oxidation, and the 3-uorobenzylamine
favoured the formation of (majority) hexagonal CdS NCs with
a high surface binding affinity to CdS, whereas 3-uoroaniline :
TOPOmixtures were capable of stabilising the metastable cubic
CdS polymorphs. Neither pXRD nor Raman spectroscopy were
capable of clearly identifying that phase mixtures of CdS were
present. 113Cd NMR was able to show that CdOx was present in
the TOPO only CdS NCs, and that both cubic and hexagonal CdS
was present in all systems. 13C NMR spectra displayed broader
resonances for 3-uoroaniline species compared to the other
two ligands, which indicates that they are disordered on the NC
surface with negligible motion; the narrower lines observed for
TOPO and 3-uorobenzylamine, along with strong dipolar
interactions, suggest that these ligands also display minimal
motion but are ordered on the surface. The 13C NMR spectra,
along with 1H–19F 2D dipolar correlation NMR spectra show
that there is ligand mixing on the NC surfaces between TOPO
and the mono-uorinated aromatic amines. 19F–19F dipolar
correlation NMR spectra indicate that this mixing is with a high
surface coverage of ligands, likely with the amines binding to
both Cd and S sites. The analysis herein is schematically rep-
resented in Fig. 7.

The stronger CdS binding affinity of 3-uorobenzylamine
compared to 3-uoroaniline or TOPO could have possible
implications on the optical absorption properties of the CdS
NCs. The TOPO only and 3-uoroaniline : TOPO mixtures all
possessed a band gap energy ca. 2.5 eV, and the 3-uo-
robenzylamine : TOPO CdS NCs displayed a higher band gap
energy of ca. 4.0 eV. The ability to tune both phase and band gap
of CdS has signicant possible implications on photocatalysis
using CdS NCs.
Conclusions

Here, we have demonstrated the use of solid-state NMR spec-
troscopy to interrogate the role of uorinated aromatic amine
© 2025 The Author(s). Published by the Royal Society of Chemistry
capping ligands in the formation of NPs using CdS as a model.
The mono-uorinated ligands combined with 19F ssNMR
spectroscopy enabled the high surface coverage of ligands to be
determined through 19F–19F internuclear distance measure-
ments. A stronger binding affinity of 3-FlBzAm than 3-FlAn or
TOPO to the CdS surface was found. This study also found that
phase control of colloidal CdS nanocrystals using a mixed
solvent system of TOPO : aromatic amine was possible. CdS
nanocrystals synthesised from the TOPO : 3-FlAn regimes were
predominantly cubic and the TOPO : 3-FlBzAm synthesised
nanocrystals were predominantly hexagonal, although there is
a mixture of phases present for all samples as determined from
pXRD, Raman, and ssNMR analysis. It was also shown through
ssNMR that the addition of aromatic amine was found to avoid
CdOx formation, which was observed for the TOPO-only regime.
This work shows that combined aliphatic and aromatic solvent
regimes can control the synthesised phase and band gap energy
of CdS NCs, and that ssNMR is a powerful tool to interrogate
both the nanoparticles and capping ligands of colloidal CdS
NCs. The Eg determined through UV-Vis analysis shows that
these NCs are good candidates as solar absorbers for either
photovoltaic or photocatalytic applications.
Data availability

Data for this article, including ssNMR data and TEM images,
are available at Figshare at https://doi.org/10.48420/26098096.
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