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ethanol gas sensor based on CdS/
Ti3C2Tx MXene composites†

Ly Tan Nhiem, ‡a Jianbin Mao,‡b Qui Thanh Hoai Ta *c and Soonmin Seo *b

Sensing of hazardous gases has an important role in ensuring safety in a variety of industries as well as

environments. Mainly produced by the combustion of fossil fuels and other organic matter, ethanol is

a dangerous gas that endangers human health and the environment. Stability and sensing sensitivity are

major considerations when designing gas sensors. Here, a superior ethanol sensor with a high response

and fast recovery was synthesized by “wrapping” CdS nanoparticles on metallic Ti3C2Tx MXene using

a simple method. CdS nanoparticles were uniformly covered on the Ti3C2Tx MXene surface, forming

a “rice crust”-like heterostructure. The sensor displayed good detection of ethanol gas at room

temperature. Response signals up to 31% were obtained for ethanol molecules (20 ppm) with quick

recovery (41 s). The performance of the ethanol sensor was evaluated across a range of concentrations

(5–100 ppm) and relative humidity (60% and 90% RH) at room temperature. Our method could open up

a new strategy for the development of ethanol sensors.
1. Introduction

Volatile organic compounds (VOCs) are ammable and
poisonous gases. They are found mostly in reneries, mining
industries, and our daily lives. Exposure to VOCs by animals and
humans can affect the respiratory system. Ethyl alcohol
(ethanol) is popularly utilized as a organic solvent in cosmetics,
and chemical laboratories.1–4 Ethyl alcohol is a well-known VOC
and can be hazardous to consciousness upon heavy exposure,
causing dizziness, vomiting, and nausea. Additionally, extreme
leakage of ethyl alcohol could cause res and explosions
because of its high ammability. Most detection sensors in the
market are costly and consume a lot of power because of the
sensor material and design.5,6 Consequently, developing a will-
ingly accessible and low-cost gas detector with a limit of
detection towards that of ethyl alcohol is crucial for environ-
mental monitoring. Resistive gas sensors are attractive thanks
to their swi and specic determination of toxic gases
compared with heavyweight and nonportable systems such as
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liquid chromatography-mass spectrometry, ue gas analyzers,
and gas chromatography-mass spectrometry.7,8

Since the rst exploration of two-dimensional materials in
2004, graphene has garnered rigorous research curiosity owing
to its chemical and physical properties.9 Besides, MXenes could
be used as gas sensors owing to their surface functional groups
and metallic properties. These multilayer MXenes have
a universal formulation of Mn+1XnTz (n = 1–3) whereby M
denotes early transition metals (Mo, Ti, V, Nb, Cr), X is nitrogen
and/or carbon, and Tz represents the termination groups (F, Cl,
Br, I, O, OH).10–14 In 2017, the rst report about gas sensing of
Ti3C2Tx MXene was published by Lee et al.,15 which displayed p-
type sensing properties toward ammonia, acetone, methanol,
and ethanol. That report was followed by a speedily increasing
number of studies due to their excellent properties, such as
electrical conductivity (103–104 S cm−1), large surface area, high
hydrophilicity, versatile surface chemistry, and high mechan-
ical stability. Interestingly, the surface termination groups of
Ti3C2Tx MXene offer a hydrophilic surface with a greatly nega-
tive zeta potential (−30 to −80 mV), which enables effective
processing of a combination of Ti3C2Tx MXene with other
nanomaterials to form a smart composition.16–19

2DMXene nanosheets are readily restacked aer a long time,
which results in low sensitivity and stability of gas sensors made
of pristine MXene.20 Furthermore, pure Ti3C2Tx-MXene gas
sensors are unsatisfactory in terms of the limit of detection and
selectivity.21 In order to overcome these problems, the
construction of heterostructures has improved the performance
of MXene-based gas sensors. Ti3C2Tx MXene is modiable
thanks to its excellent electrical characteristics and its high
electronic density in the Fermi energy level. Studies have shown
© 2025 The Author(s). Published by the Royal Society of Chemistry
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that the construction of heterostructures can effectively
increase the number of adsorption sites and improve gas
sensing capabilities.22,23 The MXene/In2O3 heterostructure,
formed via a simple process, disperses In2O3 on MXene layers,
enabling NH3 detection with high sensitivity and selectivity at
room temperature.24 The MXene/SnS2 heterojunction sensor
exhibits excellent sub-ppm ammonia detection, sensing NH3

down to 10 ppb at room temperature.25 The room temperature
sensor has a crucial role because high temperatures impede its
usability in wearable applications. Operating at high tempera-
tures results in increased energy consumption when detecting
toxic gases at high concentrations. Furthermore, high-
temperature operation compromises the nanostructure of the
sensing material (thereby reducing its gas sensing efficiency)
but also poses challenges in detecting explosive or ammable
gases.12,26

Cadmium sulde (CdS) stands out due to its small bandgap
(2.4 eV), efficient absorption of light, and excellent charge
separation properties.27,28 Additionally, CdS is stable, non-toxic,
and safe.29 As an important member of the II–VI compound
family, CdS has been widely applied in various elds and
studies, including sensors, lasers, solar cells, photoelectric
detection, biomedical tags, photocatalysis, electroluminescent
devices, the hydrogen evolution reaction (HER), and
photoconductors.30–33 CdS has also been reported in sensor
applications for the detection of gases.34,35 For example, Giberti
et al. developed a gas sensor using an as-synthesized CdS thick
lm.36 However, the strong selectivity for alcohols requires
a temperature of 300 °C, which is too high for practical appli-
cations. The high working temperature, high limit of detection,
and poor conductivity of CdS hinder its application in CdS-
based gas sensing. Therefore, there is an immediate require-
ment to develop a CdS-based gas sensor with high selectivity
and enhanced responding performance at room temperature.
Recently, Guo et al. demonstrated that having many active sites
can enhance gas sensing properties by boosting the adsorption
capacity for the target gas, thus increasing the affinity for gas
molecules.29 According to our previous research, nano-
structured semiconductors with mesoporous, nanomesh, and
nanowire structures can provide many active sites.37–39 More-
over, semiconductors with narrow energy band gaps (e.g., CdS,
CdO) exhibit higher charge carrier concentrations but also
lower resistivity, which enhances the adsorption energy of
oxidizing gas molecules.40–42

It has been reported that CdS/Ti3C2Tx can be used in the
photocatalytic eld. A stable Ti3C2TxMXene/CdS heterojunction
catalyst, created via in situ growth of CdS on Ti3C2Tx MXene,
enhances hydrogen production by broadening NIR absorption,
accelerating photochemical reactions, enabling efficient elec-
tron separation, and reducing carrier recombination.43 In
another study, it has been demonstrated that graing MXene
with CdS enhances charge separation, optimizes pore structure,
and increases surface area, improving photocatalyst-reactant
contact.44 In the meantime, ultrathin Ti3C2Tx can reduce CdS
aggregation, forming Schottky junctions that boost photo-
catalytic activity by improving charge separation and electron
transfer.45 It also enhances H2O2 selectivity and enables a high-
© 2025 The Author(s). Published by the Royal Society of Chemistry
performance photo-Fenton system. In CdS, the sulfur (S)
element exhibits low electronegativity, which facilitates the
adsorption of oxygen molecules and their subsequent reaction
with reactive sulfur species (S2−) to generate a series of ionized
oxygen species. Consequently, the activation energy required for
the conversion of O2 molecules to these ionized oxygen species
at CdS sites is lower than that necessary onmetal oxide surfaces.
As a result, more ionized oxygen species are generated on CdS
structures. It is well established that ionized oxygen species
have critical roles in gas sensing reactions. Thus, CdS-based
sensors may operate at lower temperatures compared with
traditional oxide semiconductor materials.46 However, the
combination of Ti3C2Tx MXene and CdS nanomaterials for use
as a gas sensor has rarely been reported.

In this research, we synthesized a CdS/Ti3C2Tx composite
using Ti3C2Tx MXene and mesoporous CdS nanomaterials with
a large surface area and uniform pore size. KIT-6, an ordered
mesoporous silica, was chosen as a template because of its
bicontinuous mesoporous structure, which belongs to the cubic
Ia3d space group.33 This silica consists of enantiomeric pairs of
interpenetrating mesoporous networks, all with uniform pore
diameters. The three-dimensional (3D) connectivity of the pores
make it an ideal template for creating a self-retaining
replica.27,39 In addition, the pore diameters can be controlled
in the range 4–12 nm by adjusting the synthetic conditions.
Overall, the combination of the large pore size and high stability
of KIT-6 and 3D interconnected mesopores makes it a highly
versatile and effective template for the synthesis of advanced
functional materials with “tailored” properties. We examined
the VOCs gas-sensing activity of pure Ti3C2Tx MXene and its
hybrid structure at room temperature. The mesoporous struc-
ture signicantly enhanced gas sensing performance by
providing a high surface area and interconnected pores that
facilitated efficient gas adsorption and diffusion. This structure
ensured that target gas molecules could readily access the active
sensing sites, thereby increasing sensitivity and enabling fast
response and recovery times. In addition, the mesoporous
framework supported the formation of nanostructures with
optimized morphology, thereby improving the stability and
reproducibility of sensor performance. These combined effects
make mesoporous materials highly effective for gas-sensing
applications. The optimized composite specied a response of
31% at 20 ppm at room temperature with outstanding repeat-
ability. We demonstrated that the mesoporous CdS nano-
structures covering Ti3C2Tx strengthened the surface area but
also improved electron transfer between composite and gas
molecules. Additionally, the plausible sensing mechanism of
CdS/Ti3C2Tx sensor was investigated further.

2. Experimental
2.1. Ti3C2Tx MXene preparation

To prepare Ti3C2Tx MXene, the in situ HF etching method was
applied. Briey, two grams of LiF were spread in 50 mL of HCl
solution (5.5 M) under vigorous stirring. Subsequently, two
grams of Ti3AlC2 MAX phase powder (MilliporeSigma) were
progressively placed into the solution in an ice bath to mitigate
Nanoscale Adv., 2025, 7, 1452–1463 | 1453
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exothermic reactions. The mixture solution was then kept in
a bath at 50 °C for 1 day. The nal product was separated by
vacuum ltration and washed several times using deionized
water until the pH reached around 6–7. The multilayered
Ti3C2Tx MXene was dried in a freeze-dryer before being stored
for further experiments.

2.2. Synthesis of KIT-6

KIT-6 was produced according to the previously reported so-
template method with some modications. KIT-6 was synthe-
sized hydrothermally, following a procedure documented in
previous studies.38 KIT-6 was synthesized by preparing an
aqueous solution with a 1 : 1 weight ratio of Pluronic P123
(EO20PO70EO20, MW = 5800) and butanol, maintaining an HCl
concentration around 0.5 M at temperatures between 25 and
35 °C. Both tetraethoxysilane (TEOS) and sodium silicate can
serve as silica sources. For a typical synthesis using TEOS, we
dissolved 6 g of P123 in 217 g of distilled water and added
11.8 g of concentrated HCl (35%). Then, we incorporated 6 g of
butanol while stirring at 35 °C. Aer 1 h of stirring, we added
12.9 g of TEOS at the same temperature. We continued stirring
the mixture for 24 h at 35 °C, then heated it for an additional
24 h at 100 °C under static conditions in a sealed poly-
propylene bottle. The solid product from the hydrothermal
treatment was ltered and dried at 100 °C without washing.
The template was removed by extracting it in an ethanol
solution over 3 days.

2.3. Preparation of mesoporous CdS nanomaterials

We dissolved 0.6 g of Cd(NO3)2$4H2O and 0.2 g of thiourea in
15 mL of ethanol at room temperature, then added 0.8 g of the
Fig. 1 Synthesis of CdS/Ti3C2Tx composites (schematic).

1454 | Nanoscale Adv., 2025, 7, 1452–1463
KIT-6 template to the stirring solution. Aer evaporating the
ethanol, we spread the solid mixture in a Petri dish. The
mixture was heated at 160 °C for 24 h in an air atmosphere to
form the CdS@KIT-6 intermediate. The silica template was
removed by treating the mixture with 50 mL of 2 M NaOH
aqueous solution, which served as an etching agent, to obtain
mesoporous CdS.

2.4. Preparation of CdS/Ti3C2Tx hybrids

We dissolved 0.11 g of Cd(NO3)2$4H2O and 0.03 g of thiourea in
10 mL of ethanol at room temperature, and then added 0.3 g of
the KIT-6 template to the stirring mixture. Subsequently, we
gradually incorporated the pre-prepared Ti3C2Tx MXene (100,
200, or 300 mg) into the solution and stirred vigorously for
15 min. Aer evaporating the ethanol, we spread the solid
mixture in a Petri dish. The mixture was heated at 160 °C for
24 h in an air atmosphere to form the CdS@KIT-6/Ti3C2Tx

intermediate. The silica template was removed by treating the
mixture with 50 mL of 2 MNaOH aqueous solution, which acted
as an etching agent, to obtain CdS/Ti3C2Tx. The nal products
were named “CT1” (100 mg), “CT2” (200 mg), and “CT3” (300
mg) (Fig. 1). For comparison, pure mesoporous CdS was also
prepared under the same conditions, without the addition of
Ti3C2Tx MXene.

2.5. Characterization and measurements

The characterization methods employed in this study were: X-
ray diffraction (XRD; Rigaku SmartLab) using Cu Ka radiation
to analyze sample phase composition; scanning electron
microscopy (SEM; Hitachi S-4700) to observe surface chemical
characteristics and morphologies; high-performance X-ray
© 2025 The Author(s). Published by the Royal Society of Chemistry
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photoelectron spectroscopy (XPS; K-Alpha+) for investigating
chemical states; and Brunauer–Emmett–Teller (BET) analysis
using an ASAP 2020 accelerated surface area and porosimetry
system to determine the specic surface areas and pore distri-
butions of the powders. The optical properties of synthesized
samples were recorded using UV-vis diffuse reectance spec-
troscopy (Jasco V-770).
2.6. Gas sensor experiments

The toxic gas sensing activity of the CdS/Ti3C2Tx heterostructure
gas sensor was recorded using a homemade system. The as-
synthesized samples were dispersed in deionized water at
a concentration of 1 mg mL−1 and then drop-coated onto
a silicon wafer (1 × 1 cm) with a thickness of approximately 8–
10 mm. The sensor wafer was dried overnight to evaporate the
solvent and subsequently placed within a stainless-steel
chamber connected to a source measure unit (Keysight
34465A). The relative humidity of the gas testing system was
calibrated by adjusting the parameters in a humidity meter. The
gas concentration was calibrated to the desired level using
a mass ow controller and mass ow meter (MFC/MFM) by
adjusting the ow rates of synthetic air and the target gas. The
diluted gas mixture was subsequently injected into the chamber
aer thorough mixing. The response of the CdS/Ti3C2Tx heter-
ostructure was calculated as the alteration in the relative resis-
tance in the target gas (Rgas) compared with that in synthetic air
(Rair) before and aer target gas injection, as follows:

Responseð%Þ ¼ Rgas � Rair

Rair

� 100

3. Results and discussion
3.1. Morphological and component characterization

Fig. 2 displays the FE-SEM images of pure Ti3AlC2, Ti3C2Tx, CdS
and the CdS/Ti3C2Tx heterostructure. As shown in Fig. 2a,
commercial Ti3AlC2, had stacked, laminated and compact
structures. Aer etching with HF acid, the Ti3C2Tx MXene with
layered and accordion-like structures was observed in Fig. 2b.
Pure CdS showed a spherical granule-like structure with and
average diameter of 20 nm (Fig. 2c). With abundant hydrophilic
groups, CdS nanoparticles covered readily on the supercial of
Ti3C2Tx MXene, further conrming the combination of the
intimate interfacial interaction between Ti3C2Tx MXene and
CdS (Fig. 2d–f).

Moreover, the results of EDS elemental mapping revealed the
uniform distribution of Cd, S, Ti, C, and O elements in the CdS/
Ti3C2Tx heterostructure. As shown in Fig. 3a, numerous CdS
NPs were decorated on the Ti3C2Tx MXene and a few were
agglomerated on the Ti3C2Tx MXene. The direct close interac-
tion between CdS and Ti3C2Tx MXene boosted the fast transfer
and migration of generated electrons. As presented in Fig. 3b,
a higher oxygen atom content (32.6% atomic%) than that in
pristine Ti3C2Tx MXene (14%) was obtained, resulting in more
oxygen termination groups, and partial formation of TiO2

during the hydrothermal reaction.
© 2025 The Author(s). Published by the Royal Society of Chemistry
To understand the optical properties, we also obtained the
energy band gap of typical samples. Fig. S1† displays the UV-vis
diffuse reectance spectra of selected samples over a wave-
length range of 300–800 nm. Notably, an absorption edge peak
of CdS was observed at∼500 nm (Fig. S1a†). In comparison with
pristine CdS, the optical absorption edge of the composite
exhibited a distinct red shi to ∼550 nm. This 550 nm
absorption edge arose from the interband electronic transitions
in CdS, indicating that CdS had been decorated and coupled
within the composite.47 As shown in Fig. S1b and d,† the esti-
mated energy band gap (Eg) of pure CdS and the composite was
2.14 eV and 1.58 eV, respectively. A composite with a narrow
band gap allows for easier excitation of electrons from the
valence band (VB) to the conduction band (CB) with lower
energy. This implies that less energy is required to trigger the
electronic response of a composite to external stimuli, such as
gas adsorption, potentially enhancing the sensitivity of the
sensor due to the increased responsiveness to environmental
changes of the material.40–42
3.2. Structural properties

Fig. 4 illustrates the detailed crystalline phase structures
measured by XRD. Fig. 4a clearly shows that the (002) and (004)
peaks of the as-prepared Ti3C2Tx MXene were shied to smaller
angles and broadened compared with those of Ti3AlC2 powder,
indicating the formation of a laminatedmicrostructure aer HF
etching.48 The diffraction peak intensity of Ti3C2Tx was signi-
cantly lower than that of Ti3AlC2. This disparity may have arisen
from differences in the distribution of carbon atoms within the
crystal structure and the crystal symmetry of both materials.
Additionally, diffraction peaks of the original Ti3AlC2 MAX
phase between 35° and 40° vanished, which suggested that Al
atoms had been removed. This result also showed that our
synthesized Ti3C2Tx had high purity, which is in good agree-
ment with previous reports.49 In the CdS/Ti3C2Tx MXene heter-
ostructure, the diffraction peak of both Ti3C2Tx MXene and
mesoporous CdS nanoparticles could be observed. The clear
diffraction peaks at 2q = 26.6°, 30.4°, 44.1°, and 52.5° corre-
sponded to the phases (111), (200), (220) together with (311)
planes, and conrmed the existence of lattice plates of cubic
zinc blended crystal structure (PDF 01-075-0581).50 In particular,
in the CdS/Ti3C2Tx MXene heterostructure, the (002) peak was
notably broadened and shied to a lower angle compared with
that in the pure Ti3C2TxMXene material, indicating an enlarged
layer spacing (Fig. 4b).

XPS spectra were used to analyze the overall XPS spectra
chemical state of the surface as well as the composition of the
CdS/Ti3C2Tx heterostructure. The survey spectra of Ti3C2Tx

MXene, mesoporous CdS nanoparticle, and CdS/Ti3C2Tx heter-
ostructure are depicted in Fig. 5a. In addition, there were ve
main chemical elements on the surface, which corresponded to
the elements of Cd, S, Ti, O, and C. The highly resolved spectra
of the Cd 3d, S 2p, Ti 2p, O 1s and C 1s core levels for the CdS/
Ti3C2Tx heterostructure are displayed in Fig. 5b–f. The Cd-3d
characteristic peaks located at 405.6 and 412.4 eV belonged to
the Cd 3d5/2 and Cd 3d3/2 orbitals (Fig. 5b), respectively,
Nanoscale Adv., 2025, 7, 1452–1463 | 1455
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Fig. 2 SEM images of (a) pristine Ti3AlC2, (b) Ti3C2Tx MXene, (c) CdS (the inset figure is the TEM of CdS) and (d–f) the CdS/Ti3C2Tx
heterostructure.

Fig. 3 (a) SEM images and (b) SEM-EDX elemental mapping of the CdS/Ti3C2Tx heterostructure.
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indicating the presence of Cd ions in the +2 oxidation state.51,52

Two signicant peaks located at 162.0 and 163.2 eV, which were
equal to the binding energy of S 2p3/2 and S 2p1/2 (Fig. 5c),
showed the presence of S–S bonding in CdS.44,53 The Ti 2p
binding energy exhibited three distinct peaks centered at
455.2 eV, 459.1 eV, and 464.9 eV, which corresponded to Ti–C
1456 | Nanoscale Adv., 2025, 7, 1452–1463
and Ti–O bonds, respectively, within the Ti 2p domain (Fig. 3d).
As shown in Fig. 3e, the O 1s spectrum exhibited two main
peaks at 530.8 eV and 532.1 eV, which were attributed to
hydroxyl/oxygen-terminated surfaces and in situ oxidized TiO2.54

The spectrum of the C 1s peak showed two distinct peaks at
285.3 eV and 288.5 eV, which corresponded to C]C and C–Ti
© 2025 The Author(s). Published by the Royal Society of Chemistry
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Fig. 4 (a) High angle and (b) low angle XRD patterns of Ti3AlC2 powder, Ti3C2Tx MXene, mesoporous CdS nanoparticle, and the CdS/Ti3C2Tx
heterostructure.

Fig. 5 (a) Survey spectra of the mesoporous CdS nanoparticle, Ti3C2Tx MXene, and CdS/Ti3C2Tx heterostructure. XPS spectra of the CdS/Ti3C2Tx
heterostructure Cd 3d (b), S 2p (c), Ti 2p (d), O 1s (e), and C 1s (f).

© 2025 The Author(s). Published by the Royal Society of Chemistry Nanoscale Adv., 2025, 7, 1452–1463 | 1457
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Fig. 6 Nitrogen adsorption–desorption isotherms were conducted
for Ti3C2Tx MXene, mesoporous CdS nanoparticles, and the CdS/
Ti3C2Tx heterostructure. Pore-size distributions are depicted in the
inset.
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bonds on the surface, respectively, as depicted in Fig. 5f.55,56 The
characterization data further indicated fabrication of the CdS/
Ti3C2Tx heterostructure.

The nitrogen adsorption–desorption isotherms of the as-
prepared materials were employed to evaluate the impact of
mesoporous CdS nanoparticles on the surface area of Ti3C2Tx

MXene. This evaluation aimed to assess potential improve-
ments in gas sensing performance in terms of gas recovery and
response time. As illustrated in Fig. 6, the nitrogen sorption
isotherms of CdS, and CdS/Ti3C2Tx samples indicated the pore
characteristics of these samples with respect to a type-IV
isotherm with a long and narrow hysteresis loop, suggesting
the presence of uniform mesoporosity.57 The BET surface area
of the mesoporous CdS and the CdS/Ti3C2Tx heterostructure
was estimated to be 81.1 and 78.4 m2 g−1, respectively. In
addition, the average pore width of the mesoporous CdS, and
CdS/Ti3C2Tx heterostructure was 8.9, and 6.7 nm, respectively
(inset of Fig. 6). These results showed that, aer the preparation
of mesoporous CdS and Ti3C2Tx MXene as heterojunction
materials, a larger pore size and higher specic surface area
were observed, which increased the number of active sites and
facilitated electron transport.

3.3. Target gas sensing performance and mechanism

The gas sensing activity of the as-prepared CdS/Ti3C2Tx

heterostructure-based sensors was recorded at room tempera-
ture by analyzing the resistance variation in target gases and air.
First, the synthesis air was used to ow the chamber and obtain
a stable condition. Fig. 7 displays the gas response of prepared
CdS/Ti3C2Tx-based sensors to different target gas molecules. In
Fig. 7a, we analyzed the responses of the as-synthesized CT1,
CT2, CT3, and pure Ti3C2Tx MXene to 20 ppm ethanol gas. The
CdS/Ti3C2Tx heterostructure displayed an obvious reaction to
ethanol, while Ti3C2Tx MXene had no signal as metallic
1458 | Nanoscale Adv., 2025, 7, 1452–1463
properties. The CT2 heterostructure displayed the highest gas
response as compared with that of CT1, CT3, and pure Ti3C2Tx.
The repeatability performance of CT2 sensors to 20 ppm
ethanol aer three cycles was also tested under the same
parameter. As revealed in Fig. 7b, the gas responses of the CT2
sample varied slightly and had a similar tendency, which dis-
played reproducible results.

Fig. 7c presents the sensor response curves of CT2 against
ethanol concentrations ranging from 5 to 100 ppm. All response
signals increased with an increase in ethanol concentration,
demonstrating a good correlation. The calculated linear regres-
sion coefficient (R2) was ∼0.88, indicating that CT2 was loga-
rithmic in detecting ethanol molecules within this concentration
range. Fig. 7d illustrates the response and recovery times as
a function of gas concentration, with error bars included. The
response time was∼507 s, compared with a recovery time of 41 s.
The relatively long response time could be attributed to the need
for ethanol gas to diffuse and undergo subsequent oxidation
during sensing. The response time of a sensor was inuenced by
the number of available reactive sites, which required time to
reach the optimal conguration for gas-sensing reactions. In
contrast, a faster recovery time was attributed to the porous
structure and rapid electron transport of the material, which
provided a large surface area for diffusion and facilitated the
removal of ethanol molecules under 100% airow. This
phenomenon has also been observed in previous studies.49,58

To further conrm the selectivity of the CdS/Ti3C2Tx heter-
ostructure, the signal histograms of the optimized CT2 sensor
for a variety of target gases to 20 ppm are presented in Fig. 7e.
The signal responses to different target gases (acetone, toluene,
formaldehyde, ammonia, benzene, triethylamine) were negli-
gible. Only the CdS/Ti3C2Tx heterostructure displayed
a response to ethanol. These results further conrmed the
selectivity of the CdS/Ti3C2Tx sensor to ethanol. Several factors
may have contributed to the observed selectivity. Ethanol
possesses a hydroxyl (–OH) group and a hydrocarbon chain.
Although it is not perfectly symmetrical, it exhibits some
symmetry that can inuence its interaction with surfaces. The
presence of methyl groups affects polarity and induces dipole
moments. Ethanol, which primarily contains single bonds, has
a lower molecular mass and volatile nature, whereas others
contain carbonyl or aromatic structures with double bonds. In
contrast, toluene and benzene are nonpolar compounds,
resulting in minimal interaction with the sensor surface.59 On
the other hand, the greater selectivity of the CdS/Ti3C2Tx

composite can be explained via the different unoccupied
molecule orbit (LUMO) energies of these gas molecules. The
high value of the LUMO energy indicates that a signicant
amount of energy is required for the interaction between the
sensor material and target gas.60,61 The LUMO energy of ethanol
(0.12 eV) is the lowest among the gases stated above, which is
better for electrons and the reaction between the composite and
ethanol molecules.46 Thus, the CdS/Ti3C2Tx composite had
excellent selectivity towards ethanol at ambient atmosphere.

Fig. 7f illustrates the response curve of the CdS/Ti3C2Tx

composite to ethanol (20 ppm) at various levels of relative
humidity. As the humidity increases, the hydroxyl groups in
© 2025 The Author(s). Published by the Royal Society of Chemistry
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Fig. 7 (a) The response/recovery properties of pristine Ti3C2Tx MXene, and prepared CdS/Ti3C2Tx-based sensors, toward ethanol molecules (20
ppm). (b) Repeatability curve and (c) Langmuir isotherm curve of CT2 responses against different ethanol concentrations, and (d) response and
recovery time. Response of the CT2 sensor to (e) several gases (f) at various levels of relative humidity.
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H2O molecules exhibit weak electron-withdrawing behavior,
interacting with electrons from the sensor material and
enhancing electrical conductivity, which results in an improved
response. However, a further increase in humidity leads to
a decrease in response, which can be attributed to the H2O
poisoning effect. This phenomenon occurs if a signicant
number of H2Omolecules adsorb onto thematerial, obstructing
the available adsorption sites for ethanol.62

Moreover, the ethanol sensing response of our CdS/Ti3C2Tx

heterostructures was compared with different MXene
composite-based gas sensors: CdS nanostructures, PPy@Ti3C2-
Tx, W18O49@Ti3C2Tx, MoO3@Ti3C2Tx, and Co3O4@Ti3C2Tx

composites. As shown in Table 1, the optimized CT2 did not
exhibit the best ethanol sensing response, but it was a prom-
ising material for ethanol detection at room temperature.

The improved ethanol sensor mechanism of the CdS/Ti3C2Tx

composite is displayed schematically in Fig. 8. The p–n junction
© 2025 The Author(s). Published by the Royal Society of Chemistry
interface in the composite was formed due to the difference in
work functions between n-type CdS (3.2 eV) and p-type Ti3C2Tx

MXene (5.9 eV).70 As a result, electrons from CdS tend tomigrate
to the MXene interface to form a depletion layer. When the CdS/
Ti3C2Tx composite is exposed to an air atmosphere, O2 mole-
cules are chemically adsorbed and captured on the surface of
the sensor material. In particular, the oxygen molecules were
converted into ionized adsorbed oxygen (O−, O2

−, and O2−).
When the CdS/Ti3C2Tx composite was in contact with and
exposed to ethanol molecules, the chemical interaction of
ethanol molecules with the ionized adsorbed oxygen could
release the generated electron back to the sensor material,
resulting in a thinner depletion layer, reduced hole concentra-
tion, and increased the resistance of the CdS/Ti3C2Tx

composite.64,71–74 This sophisticated route can be explained by
the following equation:
Nanoscale Adv., 2025, 7, 1452–1463 | 1459
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Table 1 Ethanol molecules-sensing performance of previous Ti3C2Tx-based or CdS-based gas sensors

Material Temp. (°C) Concentration (ppm) Response (%) Ref.

PPy@Ti3C2Tx RT 20 16 63
CdS lm 250 5 10 36
CdS hierarchical microspheres 200 10 8 64
0.5 at% CuO–CdS 160 100 7 65
CdS quantum dot 200 1000 0 66
W18O49@Ti3C2Tx 300 20 1.67 67
MoO3@Ti3C2Tx 100 20 39 68
Co3O4@Ti3C2Tx 200 50 11 69
CdS/Ti3C2Tx RT 20 31 This work

Fig. 8 The sensing mechanism of ethanol over the CdS/Ti3C2Tx composite.

Nanoscale Advances Paper

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

8 
Ja

nu
ar

y 
20

25
. D

ow
nl

oa
de

d 
on

 1
/2

5/
20

26
 6

:0
4:

08
 P

M
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n 
3.

0 
U

np
or

te
d 

L
ic

en
ce

.
View Article Online
O2 (g) / O2 (ads)

O2 (ads) + e− / O2
− (ads)

O2
− (ads) + e− / 2O2

− (ads)

C2H5OH (gas) + 6O2
− / CH3CHO + 3H2O + 12e−
4. Conclusions

We synthesized VOCs sensors via combining CdS nano-
structures with Ti3C2Tx MXene using a simple method. The as-
obtained CdS/Ti3C2Tx heterostructures sensor showed a supe-
rior sensing activity in the enhanced detection of ethanol gas
at room temperature. The CdS/Ti3C2Tx heterostructure pre-
sented a good response of 31% towards 20 ppm ethanol,
which was superior to that of pure MXene. Moreover, the
optimized CdS/Ti3C2Tx heterostructure presented excellent
selectivity with fast recovery time to ethanol molecules. The
combination effect of CdS and metallic Ti3C2Tx in the
composite had a crucial role in ethanol sensing performance.
Thus, the optimized CdS/Ti3C2Tx heterostructure provides
a potential composite to synthesize and improve superior
ethanol sensors.
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V. Guidi, C. Malagù, G. Zonta and S. Gherardi, Electrical
conductivity of CdS lms for gas sensing: Selectivity
properties to alcoholic chains, Sens. Actuators, B, 2015, 207,
504–510.

37 J. Mao, L. Zhou, Y. Li, Y. Tao, K. Chai, Y. Shi and W. Xu,
Synthesis of MoTe2 nanowire as an efficient hydrogen
evolution reaction material, Mater. Lett., 2021, 290, 129471.

38 J. Mao, Q. T. H. Ta, N. N. Tri, L. Shou, S. Seo and W. Xu, 2D
MoTe2 nanomesh with a large surface area and uniform
pores for highly active hydrogen evolution catalysis, Appl.
Mater. Today, 2023, 35, 101939.

39 W. F. Peng, X. Sun, Y. Ding, P. Liu, Q. Yao and Z. H. Lu,
Enhanced Activity of WOx-Promoted PdNi Nanoclusters
Conned by Amino-Modied KIT-6 for Dehydrogenation of
Additive-Free Formic Acid, ACS Sustain. Chem. Eng., 2023,
11(5), 1898–1908.

40 S. Yang, G. Lei, H. Xu, Z. Lan, Z. Wang and H. Gu, Metal
oxide based heterojunctions for gas sensors: A review,
Nanomaterials, 2021, 11, 1026.

41 T. Wang, X. Kou, L. Zhao, P. Sun, C. Liu, Y. Wang,
K. Shimanoe, N. Yamazoe and G. Lu, Flower-like ZnO
hollow microspheres loaded with CdO nanoparticles as
high performance sensing material for gas sensors, Sens.
Actuators, B, 2017, 250, 692–702.

42 T. Wang, P. Sun, F. Liu and G. Lu, Revealing the correlation
between gas selectivity and semiconductor energy band
structure derived from off-stoichiometric spinel CdGa2O4,
Sens. Actuators, B, 2022, 352, 131039.
1462 | Nanoscale Adv., 2025, 7, 1452–1463
43 T. Y. Huang, Z. Yang, S. Y. Yang, Z. H. Dai, Y. J. Liu, J. H. Liao,
G. Y. Zhong, Z. J. Xie, Y. P. Fang and S. S. Zhang,
Construction of 2D/2D Ti3C2Tx MXene/CdS heterojunction
with photothermal effect for efficient photocatalytic
hydrogen production, J. Mater. Sci. Technol., 2024, 171, 1–9.

44 J.-Y. Li, Y.-H. Li, F. Zhang, Z.-R. Tang and Y.-J. Xu, Visible-
light-driven integrated organic synthesis and hydrogen
evolution over 1D/2D CdS-Ti3C2Tx MXene composites,
Appl. Catal., B, 2020, 269, 118783.

45 Z. Yang and J. Wang, CdS Nanoparticles Supported on
Ti3C2Tx MXene for the Efficient Photocatalytic Production
of H2O2: Implications for the Photocatalytic Degradation
of Emerging Contaminants, ACS Appl. Nano Mater., 2023,
6, 558–572.

46 L. Zhu, C. Feng, F. Li, D. Zhang, C. Li, Y. Wang, Y. Lin,
S. Ruan and Z. Chen, Excellent gas sensing and optical
properties of single-crystalline cadmium sulde nanowires,
RSC Adv., 2014, 4, 61691–61697.

47 X. Geng, J. You and C. Zhang, Microstructure and sensing
properties of CdS-ZnO1−x coatings deposited by liquid
plasma spray and treated with hydrogen peroxide solution
for nitrogen dioxide detection at room temperature, J.
Alloys Compd., 2016, 687, 286–293.

48 Y. Yang, L. Shi, Z. Cao, R. Wang and J. Sun, Strain Sensors
with a High Sensitivity and a Wide Sensing Range Based
on a Ti3C2Tx (MXene) Nanoparticle–Nanosheet Hybrid
Network, Adv. Funct. Mater., 2019, 29, 201807882.

49 J. Liang, Y. Han, H. Chen, Y. Zhang and X. Gao, Layered
Ti3C2Tx MXene heterostructured with V2O5 nanoparticles
for enhanced room temperature ammonia sensing, J.
Alloys Compd., 2024, 1010, 177798.

50 A. Karkhaneh and M. Marandi, Facile modied chemical
precipitation approach for the synthesis of CuIn1−XS2
nanocrystals and their application in high-performance
CuIn1−XS2/CdS co-quantum dots sensitized solar cells, J.
Mater. Sci.:Mater. Electron., 2024, 35, 847.

51 G. Burashev, B. Tatykayev, M. Baláž, N. Khan,
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