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Spectroscopic evidence of intra-unit-cell charge
redistribution in a charge-neutral magnetic
topological insulator†
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The magnetic topological insulator MnBi6Te10 has emerged as a promising candidate for realizing the

quantum anomalous Hall effect (QAHE), owing to its ability to retain ferromagnetism through precise

control of anti-site defects. The next important task for realizing the QAHE is to tune the chemical poten-

tial into the energy gap formed by the broken time-reversal symmetry. Here we reveal an intra-unit-cell

charge redistribution even when the overall doping suggests a near-charge-neutral condition. By per-

forming time- and angle-resolved photoemission spectroscopy (trARPES) on the optimally 18% Sb-doped

MnBi6Te10, we observe transient surface photovoltage (SPV) effects on both the MnBi2Te4 and single-

Bi2Te3 terminations. Furthermore, we observe a time-dependent splitting of the band structure indicating

multiple SPV shifts with different magnitudes. This observation suggests that adjacent plateaus with nom-

inally the same terminating layer exhibit a strong intra-unit-cell charge redistribution, resulting in spon-

taneous electrical polarization. This is consistent with static micro-ARPES measurements revealing signifi-

cant doping deviations from the charge-neutral configuration. Our findings underscore the challenges of

engineering the family of Mn–Bi–Te materials to realize QAHE purely through chemical doping.

Achieving the desired topological quantum phase requires both a uniform carrier doping and a ferro-

magnetic ground state. Furthermore, the light-induced polarization within each unit cell of ferromagnetic

Mn(Bi0.82Sb0.18)6Te10 may open new possibilities for optoelectronic and spintronics.

Introduction

Magnetic topological insulator MnBi2Te4 has been established
as a platform for exotic quantum phenomena such as the
quantum anomalous Hall effect (QAHE)1 and the axion insula-
tor state.2 Related compounds in the MnBi2nTe3n+1 family have
also garnered much research interest.1,3–6 MnBi2Te4 and
MnBi4Te7, both of which are A-type antiferromagnets, exhibit
an even-odd-layer oscillation of the overall magnetization,4,6,7

leading to the switching between the QAHE and axion insula-
tor states. This versatility is valuable for fundamental studies
of novel topological quantum effects governed by symmetry
and geometry.8–10 Nonetheless, to realize a higher-temperature
QAHE and explore its dissipationless edge states for quantum

information applications, a stable ferromagnetic (FM) ground
state in the MnBi2nTe3n+1 family is desired.11–13

MnBi6Te10, a newer member of this family, has shown
promise in stabilizing the FM ground state. Recent studies on
its transport properties, electronic band structure, and atomic
arrangement5 highlight the critical role of anti-site defects in
supporting the FM coupling between Mn sheets, separated by
Bi–Te atomic layers.14 Although this FM ground state is deli-
cate, it can be finely controlled, opening a pathway toward rea-
lizing the QAHE at higher temperatures. When MnBi6Te10 is
cleaved, three distinct surface terminations are exposed:
MnBi2Te4 (MBT), single Bi2Te3 (1-BT), and double Bi2Te3
(2-BT). Previous ARPES studies5 showed that the 2-BT termin-
ation is p-doped in the FM phase, while the MBT termination
exhibits a sizable gap (∼15 meV) at the Dirac point, potentially
enabling exotic quantum phenomena when the Fermi level is
tuned into this gap.

In many magnetically doped topological insulators, Sb
doping is used to introduce holes and reach charge neutrality,
thus enabling the QAHE.11,15 However, its effectiveness in uni-
formly tuning the Fermi level of MnBi6Te10 remains unclear,
especially considering that different terminations of
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MnBi6Te10 can exhibit drastically different dopings.5 In this
study, we report time- and angle-resolved photoemission spec-
troscopy (trARPES) measurements on the optimally 18% Sb-
doped MnBi6Te10. Hall measurements indicate that the system
is close to a state of overall charge neutrality. However, we
observe transient surface photovoltage (SPV) effects on both
the MBT and 1-BT terminations, indicating a higher hole
doping in the bulk of the topological insulator.16–18

Furthermore, we observe a time-dependent splitting of the
band structure which indicates multiple SPV shifts with
different magnitudes. This observation suggests that adjacent
domains with a c-axis offset of one unit cell have a significant
built-in electric potential difference. The potential difference
indicates an intra-unit-cell charge redistribution, reconciling
the termination-dependent doping revealed in static micro-
ARPES measurements. Our work underscores the challenge of
realizing QAHE through simple chemical doping and suggests
that additional electron accumulation near the surface of ultra-
thin MnBi6Te10 can be harnessed for spintronic applications.19

Methods
Sample growth

The MnBi6Te10 single crystals were grown using a modified
melt-growth method. A mixture of high-purity manganese
powder (99.95%), bismuth shot (99.999%), antimony shot
(99.999%), and tellurium ingot (99.9999+%) was mixed in a
stoichiometric molar ratio of Mn : Bi : Sb : Te =
1 : 1.08 : 4.92 : 10, and sealed in an evacuated, carbon-coated
quartz tube jacked by another evacuated quartz tube. The pre-
pared ampoule was heated to 900 °C and held at this tempera-
ture for 12 hours to promote homogeneous melting. The
mixture was then subjected to a controlled cooling and anneal-
ing process: it was cooled from 900 °C to 586 °C over 5 hours,
from 586 °C to 576 °C at a rate of 0.1 °C per hour, annealed at
576 °C for 72 hours, and finally quenched in water. Plate-like

single crystals were obtained by cleaving along the basal plane
of the resultant ingot. The quality and purity of the crystals
were confirmed through X-ray diffraction (XRD) (Fig. S1†).

Transport measurements

The standard four-probe method was used for Hall measure-
ments. Samples used for Hall resistivity ρyx measurements had
six attached leads, with one pair of current leads and two pairs
of Hall voltage leads. The applied current was not aligned to
any specific crystallographic axis in the ab-plane. Field sweeps
of ρyx were conducted for both positive and negative fields.
The field dependence of ρyx was obtained using ρyx =
[ρyx(+μ0H) + ρyx(−μ0H)]/2. The transport mobility μH was esti-
mated by μH = RH/ρxx(0), in which RH is the Hall coefficient RH

= dρyx/d(μ0H) and ρxx(0) is the zero-field longitudinal resistivity.
The carrier density for the samples was estimated via = 1/
(eRH), where e is the electric charge.

ARPES measurements

The static- and tr-ARPES measurements were performed on
the multi-resolution photoemission spectroscopy platform at
the University of Chicago20 at a base temperature of 8 K. The 6
eV laser for static ARPES was generated from a mode-locked
Ti:sapphire oscillator with a repetition rate of 80 MHz. The
trARPES setup featured a 200 kHz Yb:KGW laser accompanied
by noncollinear optical parametric amplifiers (NOPAs). For the
pump path, a two-stage NOPA was tuned to generate the signal
beam at 800 nm. For the probe path, the 206 nm probe beam
was obtained by frequency quadrupling the signal output of a
one-stage NOPA. The energy resolutions of the static and
trARPES setups were better than 4 and 20 meV, respectively.
Focused probe beam waists, as characterized by the full width
at half maximum, were 14 × 17 μm2 and 24 × 25 μm2 for the
static and trARPES experiments, respectively. A systematic
alignment procedure was adopted to ensure the overlap of the
probed regions for static and trARPES.4 Pump pulses were line-
arly polarized and 20 fs-long, with a beam waist of ∼72 ×
93 μm2 and a tunable incident fluence. The time resolution
was determined to be ∼150 fs, limited by the duration of the
probe pulses. The MnBi6Te10 single crystals were cleaved
in situ under a pressure <5 × 10−11 mbar for the ARPES
measurements.

Results

In this experiment, we finely tune the doping level of Mn
(Bi1−xSbx)6Te10. A series of Hall measurements are performed
on the samples with varying Sb concentration x, to determine
the carrier types and densities.21 At x = 0.18, the state of
charge neutrality is confirmed through Hall measurements
(Fig. 1(b)) with the total carrier density ne ∼ 6.5 × 1018 cm−3,
which is almost two order of magnitude smaller than ne (x = 0) =
1.98 × 1020 cm−3 of pristine MnBi6Te10 and nh (x = 0.22) = 2.37 ×
1020 cm−3 of more hole-doped samples.21 The FM ground state
is also confirmed by an isothermal magnetization measurement
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(Fig. S2†). At this doping level, the Fermi level is expected to
reach the Dirac point, which is critical to driving the system into
the QAH insulating phase. Surprisingly, the MBT and 1-BT ter-
minations remain electron-doped. The Dirac point on the 1-BT
termination in 18% Sb-doped MnBi6Te10 is shifted to −0.27 eV
compared to −0.32 eV in undoped samples.5 Meanwhile, the
MBT termination gains additional electron charges as the Dirac
point is shifted in the opposite direction, from −0.18 eV in
undoped MnBi6Te10 to −0.22 eV in the 18% Sb-doped sample.5

The electron-doped terminations reveal sharp topological
surface states (TSSs). The MBT termination shows the hybridiz-
ation between the TSS and Rashba states, which is commonly
observed in the MBT family.4,5,13,22 The 1-BT termination fea-
tures gapless TSSs along with a V-shaped conduction band and
a Λ-shaped valence band. Therefore, the transport and ARPES
data present no fundamental changes in the magnetic and topo-
logical properties as the system is doped with Sb. Nevertheless,
due to the conservation of the total charge carrier density within
the crystal, the 2-BT termination is expected to be hole-doped.
Despite extensive efforts, we were unable to identify the 2-BT ter-
mination in our experiments. This contrasts with the undoped
FM MnBi6Te10 system, where all three terminations were readily
identifiable.5,23 In the undoped material, the 2-BT band struc-
ture differs from that of the 1-BT mainly due to a significant
downward shift in the chemical potential. In our 18% doped
system, shifting the chemical potential of the 1-BT band struc-
ture to more than 0.15 eV below the Dirac point results in a
diffusive ARPES spectrum (Fig. S3†). This spectrum closely
resembles that obtained from poorly cleaved surfaces, making it
difficult to distinguish the 2-BT termination. The unexpected
electron doping in the ARPES spectra for the MBT and 1-BT ter-
minations, deviating from what transport measurements
suggest, may imply charge redistribution within the crystal,
which will be discussed in detail later.

We then conducted trARPES experiments on the MBT and
1-BT terminations to investigate band-bending effects. Fig. 2(a)
shows the surface photovoltage (SPV)18,24 on the MBT termin-
ation at representative delays. At negative time, photoelectrons
are generated before the pump pulse reaches the sample
surface. When the pump pulse arrives, although the photo-
electrons have escaped the surface, they remain close to the
sample surface to experience the electric field created by the
photoexcited carriers. This is the reason that the SPV-induced
energy shift extends to 30 ps toward the negative delays
(Fig. 2(c)), with the time scale determined by the spatial profile
of the pump beam.25,26 This phenomenon, well-documented
in trARPES experiments on GaAs25 and recently on topological
insulators like Bi2Se3 and Bi2Te3,

17,27–29 is spectroscopically
manifested by the band shift near time zero, as shown in
Fig. 2(a). In these cases, the bulk remains p-type, but the
surface is metallic due to the presence of the TSSs, causing a
downward band bending at the surface. When the system is
pumped by infrared light, electron–hole pairs are generated,
and the migration of holes and electrons in opposite direc-
tions flattens the bands, causing the Fermi level at the surface
to rise. In our system, we observed a maximal band shift of
∼50 meV at time zero. This energy shift is saturated when the
pump fluence is higher than 4.8 μJ cm−2, as confirmed by
varying the fluence from 0.25 to 95 µJ cm−2 (Fig. S4†). The
positive SPV observed in 18% Sb-doped MnBi6Te10 verifies the
downward band bending near the surface, indicating a metal-
lic surface and a relatively more hole-doped bulk,5,13,30 similar
to the case of the p-type Bi2Se3 and Bi2Te3 crystals.

17 The band
bending in Sb-doped MnBi6Te10 may differ fundamentally
from other homogeneous topological insulators due to non-
uniform charge distribution within the bulk. The different
carrier dopings of different layers in one unit cell may lead to
an intra-unit-cell band bending in addition to the overall trend

Fig. 1 Equilibrium band structure of Mn(Bi1−xSbx)6Te10 with x = 0.18. (a) Band structures along the Γ–M direction on the MBT and 1-BT terminations.
(b) Hall measurements for 18% Sb-doped MnBi6Te10 at 5 K showing the carrier density ∼6.5 × 1018 cm−3, near the charge-neutral point. (c)
Illustrations of different cleaved terminations in MnBi6Te10 and sketches of their band structures.

Nanoscale Paper

This journal is © The Royal Society of Chemistry 2025 Nanoscale, 2025, 17, 10663–10669 | 10665

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

2 
A

pr
il 

20
25

. D
ow

nl
oa

de
d 

on
 1

/3
1/

20
26

 3
:2

4:
11

 A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4nr04812a


(Fig. 3(b)). However, the SPV effect presented in Fig. 2(a) does
not allow us to discern the intra-unit-cell band bending.

A dual-SPV effect is observed at the 1-BT termination, as
shown in Fig. 3, which manifests the strong intra-unit-cell
charge redistribution. The transient Fermi level shift is signifi-
cantly larger than that in the MBT termination using the same
incident fluence of 95 μJ cm−2, with a maximum shift of
approximately 100 meV, comparable to bulk-insulating Bi2Se3
and Bi2Te3 crystals.17,27,28 Intriguingly, trARPES experiments
reveal the splitting of the band structure into two replicas.
These two replicas display different time-dependent SPV
shifts. The maximum splitting occurs near time zero, with
an energy splitting of ∼90 meV and a momentum splitting of
∼0.01 Å−1. This effect is not present in static ARPES, which
qualitatively shows a single set of band structure [Fig. 3(a)].
In the static ARPES spectrum, we fit the momentum distri-
bution curve (MDC) near the Fermi crossing of the TSS (peak
S) using a Lorentzian function and obtain a momentum line-
width of 0.028 Å−1. A similar analysis for the split TSSs at
−1 ps yields momentum linewidths of 0.023 and 0.026 Å−1

for the upper (S1) and lower (S2) TSSs, respectively. The
slightly broader linewidth in the static ARPES data indicates
that the signal arises from the superposition of multiple
domains with slight angular misalignments. Given the
charge redistribution in Sb-doped MnBi6Te10, we propose the
following explanation for the dual-SPV effect. Different layers
within a unit cell have distinct charge carrier densities, but
the overall system remains charge-neutral, leading to an
effective p–n junction within each MnBi6Te10 unit cell, as
illustrated in Fig. 3(b). Upon cleaving the crystal, adjacent
1-BT domains with a c-axis offset of multiple integers of unit

cells can be obtained and probed by the same 6 eV beam. At
equilibrium, these surfaces are electrically connected via the
topological surface state, producing the same Fermi level
observed in static ARPES. However, when SPV occurs, the top
1-BT termination is influenced by an additional dipole field
due to electron–hole separation in the top unit cell, resulting
in two distinct SPV effects. Furthermore, photoelectrons
emitted near domain boundaries may experience a lateral
electric field due to in-plane non-uniform potential, leading
to the momentum splitting.

We note that the trARPES experiment alone cannot deter-
mine the vertical offset between the two 1-BT domains to be
exactly one unit cell. However, when cleaving a MnBi6Te10
crystal, most step edges are associated with either an MBT
layer (1.3 nm height) or a BT layer (1 nm height).31 Our high-
quality band structure on the 1-BT termination in Fig. 3(a)
suggests that no other terminations contribute to the ARPES
spectrum. Hence, the adjacent 1-BT domains must be separ-
ated by a sharp edge with the vertical offset of multiple unit
cells. Notably, a step edge with the offset of 1 unit cell, which
consists of 1 MBT layer and 2 BT layers, is already rare. A
bunched step edge with the height of several unit cells is extre-
mely difficult to obtain. Therefore, we attribute our observed
dual-SPV effect to adjacent 1-BT domains with only one-unit-
cell vertical offset. We emphasize that such multi-SPV effects
are not restrained to the 1-BT termination. We have observed a
triple-SPV on an MBT termination indicating the presence of
three adjacent MBT domains (Fig. S5†).

The multi-SPV effects directly suggest the intra-unit-cell
charge redistribution. Fig. 3(a) illustrates that the SPV shift
due to the electron–hole separation in the top unit cell is

Fig. 2 Surface photovoltage effect on the MBT termination. (a) trARPES spectra on the MBT termination at representative delays. The incident IR
pump fluence is 95 µJ cm−2, at the over-saturated limit. (b) Proposed charge redistribution in Mn(Bi0.82Sb0.18)6Te10 and band bending toward the
surface. When the sample is excited by the IR pump, electron–hole pairs are formed, flattening the bands and causing the uplifting of the whole
band structure. The red solid line represents the overall band bending. The black dashed line stands for the equilibrium Fermi level. (c) Time-depen-
dent energy distribution curves (EDC) around the Γ point. The zero energy corresponds to the Fermi level at equilibrium.
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∼90 meV, which accounts for the majority of the overall SPV
shift when referenced to the equilibrium band structure.

Discussion

Unlike conventional semiconductors where doping can be
homogeneously controlled, the family of MBT-derived
materials are quasi-2D with heterolayers. Especially in
MnBi6Te10, uniform doping control is shown to be challen-
ging. Despite that the transport data indicates a global charge-
neutral regime, ARPES and trARPES reveal a different picture.
Static micro-ARPES gives distinct band structures at different
terminations, each exhibiting a unique doping level. Although
the 2-BT termination is not directly observed, the overall
charge neutrality suggests that the 2-BT layer must be p-doped,
which is consistent with our expectation based on previous
studies.5 The electron-doping in MBT and one of the BT layers,
together with the hole-doping in the other BT layer, forms an
intrinsic n–p junction. This effect explains the dual-SPV or
triple-SPV (Fig. S5†) effects observed near the boundaries of
adjacent domains which are separated by a vertical offset of
one unit cell.

The charge redistribution in nominally charge-neutral
MnBi6Te10 hinders the realization of exotic quantum phenom-
ena such as the QAHE (Fig. 4). Our experimental results
suggest that more engineering is needed beyond chemical
doping to realize these charge-neutrality-based transport

effects. We attribute the charge redistribution to a high level of
Mn–Bi/Sb anti-site defects, which is exploited to stabilize the
FM phase.5,14 In undoped MnBi6Te10, previous literature
showed that Mn–Bi mixing and Mn vacancies stabilize the FM
phase.5 Notably, Sb doping in MnBi2nTe3n+1 systems promotes
more anti-site defects.32 This is due to the smaller size of Sb
atoms compared to Bi, leading to an easier mixing with Mn.32

Substituting Mn2+ with Bi3+ or Sb3+ in the MBT layer leads to
electron doping; the inverse substitution in the BT layers in
general leads to hole doping. In reality, the two BT layers in

Fig. 3 Multiple surface photovoltages on the 1-BT termination. (a) Static ARPES spectrum and trARPES spectra on the 1-BT termination with
momentum distribution curves (MDCs) taken at the equilibrium Fermi level (static ARPES) and the shifted Fermi levels of two replica bands at −1 ps.
Peak S at equilibrium is split into peaks S1 and S2 at −1 ps. The time-dependent spectra were obtained using an IR pump fluence of 95 µJ cm−2. (b)
Proposed charge redistribution in Mn(Bi0.82Sb0.18)6Te10 and band bending toward the surface. The cartoons illustrate the dual-SPV effect at 2 adja-
cent exposed 1-BT terminations. The red solid line represents the overall band bending. The black dashed line stands for the equilibrium Fermi level.
(c) Time-dependent EDCs around the Γ point clearly show the band splitting starting from around −30 ps and lasting more than 100 ps after time
zero.

Fig. 4 Charge redistribution in the charge neutral Mn(Bi0.82Sb0.18)6Te10
prevents the material from realizing the quantum anomalous Hall effect.
Instead of the homogenous charge neutrality, the imbalance of the
charge distribution always leaves the MBT layer electron-doped.
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one unit cell are electron- and hole-doped, respectively. By
comparing with the existing literature on MnBi2nTe3n+1
systems,5,23 we adopted the conventional assignment that the
more electron-doped BT termination is the 1-BT termination.
However, we note that there is no reason to observe a global
doping asymmetry between the two BT layers, as the “top” and
“bottom” BT layers in one unit cell can be swapped by simply
flipping the crystal. Hence we believe that the doping asymme-
try between the top and bottom BT layers, as shown in Fig. 4,
occurs stochastically. Our earlier ARPES data on pristine AFM
MnBi6Te10 revealed more uniform doping across different
layers,5 with electron-doping at all terminations, in contrast to
the strongly non-uniform doping in the FM phase. Thus, an
integrated approach combining Sb doping and the control of
Mn–Bi/Sb anti-site defects could improve the uniformity of
carrier densities in the FM phase. Nonetheless, the light-
induced charge polarization in MnBi6Te10 may open new pos-
sibilities of applications in optoelectronics and energy harvest-
ing. For instance, SPV in topological insulators with a strong
spin–orbit coupling can boost ultrafast spin transport in spin-
tronics19 with the robustness of topological protection.33,34

Conclusion

In summary, we investigated the electronic structure of 18%
Sb-doped FM MnBi6Te10. The transport data from Hall
measurements indicate that the overall charge neutrality is
achieved. However, micro-ARPES reveals that the MBT and
1-BT terminations remain electron doped. The trARPES
measurements show consistent SPV effects. In particular, the
intra-unit-cell charge migration in Sb-doped MnBi6Te10
induces electrical polarization, manifested as multiple SPV
effects in which bands are split into several identical replicas,
translated in both energy and momentum. Our findings high-
light the challenges in engineering Mn–Bi–Te materials to
realize the QAHE solely through chemical doping. Achieving
the desired topological quantum phase requires both a
uniform carrier doping and a ferromagnetic ground state. On
the other hand, the polarization within each unit cell of ferro-
magnetic MnBi6Te10 may create new possibilities for opto-
electronic and spintronic devices. For example, Sb-doped
MnBi6Te10 can be a strong material platform for the next-gene-
ration magnetic tunnel junction devices, which requires both
highly efficient charge-to-spin conversion35 as well as electric-
field control.36
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