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The escalating global fecal waste and rising CO2 levels present dual significant environmental challenges,

further intensified by urbanization. Traditional fecal waste management methods are insufficient, particu-

larly in addressing the related health risks and environmental threats. This study explores the synthesis of

biochar from pig manure as a carbon substrate to disperse and stabilize Cu nanoparticles, resulting in the

formation of an efficient Cu-NB-2000 electrocatalyst for electrocatalytic CO2 reduction (ECR). Through

characterization analyses and electrolysis tests, the structure–activity relationships were evaluated, reveal-

ing enhanced catalytic activity and selectivity towards value-added multicarbon products. At an optimal

potential, the catalyst achieved a remarkable faradaic efficiency for ECR (87.14%) and multicarbon pro-

ducts (44.80%), outperforming previously reported biochar-supported Cu catalysts. The high selectivity

was attributed to the substantial presence of pyridine N and the distinctive Cu–N coordination structure.

This work introduces, for the first time, a method for preparing an ECR catalyst by loading Cu nano-

particles onto biochar derived from pig manure. This approach not only promotes the valorization of

organic waste but also efficiently converts CO2, offering an effective strategy for an integrated “pollution

reduction–carbon mitigation” management system.

Introduction

As the worldwide population continues to expand and urbaniz-
ation progresses, fecal waste has become an increasingly press-
ing environmental problem. By 2030, the global generation of
fecal waste is projected to reach considerable volumes.1

Statistical data show that China produces about 3.8 billion
tons of livestock manure each year.2 Fecal waste primarily con-
tains pathogenic and organic pollutants; improper manage-
ment and subsequent exposure to human and animal feces

are closely associated with impaired growth, gastrointestinal
illnesses, reduced cognitive abilities, and zoonotic infections.1

Traditional methods for treating fecal sludge include compost-
ing, drying beds, digestion, and constructed wetlands, yet
these methods do not sufficiently mitigate ecological con-
cerns.3 For instance, serious health risks, such as helminthic
diseases, diarrhea, and environmental threats, make its use in
irrigation unsuitable.4 Additionally, manure significantly con-
tributes to greenhouse gas emissions, releasing CO2, methane,
and nitrous oxide when not properly handled.5,6 Addressing
the challenges of global warming and climate change necessi-
tates innovative approaches for converting CO2 into value-
added chemicals and feedstocks to lower net CO2 emissions.7,8

In this context, integrated strategies that combine manure pol-
lution treatment with CO2 conversion technologies offer a
promising dual benefit of reducing both fecal pollution and
carbon emissions.

Electrocatalytic CO2 reduction (ECR) technology offers an
effective approach for mitigating CO2 emissions by converting
CO2 into valuable chemicals and fuels under relatively mild
conditions. This method contributes to closing the carbon
loop and promoting a circular economy.9–18 Various products,
including carbon monoxide (CO), formate (HCOO−), methane
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(CH4), ethylene (C2H4), ethanol (C2H5OH), and acetate
(CH3COO

−),19 have been produced. Among these carbonaceous
products, multicarbon (C2+) compounds have gained signifi-
cant attention due to their high energy density and unique
chemical functionalities.20 Currently, Cu-based materials are
regarded as the most promising catalysts for generating C2+

products, owing to their moderate interaction with reaction
intermediates on the Cu surface. However, enhancing C2+

selectivity and improving the kinetics of proton-coupled elec-
tron transfer remain essential challenges. Therefore, develop-
ing highly efficient Cu-based catalysts to improve their activity
towards C2+ product formation is of great importance.21,22

In recent years, significant efforts have been made to
enhance the catalytic activity for C2+ products in ECR using
Cu-based catalysts, resulting in the development of various
approaches for catalyst design, such as surface oxide states,
chemical compositions, particle sizes, crystal facets, coordi-
nation structures, grain boundaries, and reaction
microenvironments.23–26 Notably, the activity and selectivity of
carbon-supported Cu catalysts for CO2 electroreduction differ
markedly at the triple-phase boundary compared to those at
the polycrystalline Cu/solution interface.27 Firstly, one reason
for this is the increase in the surface area of the carbon
support, which aids in dispersing Cu nanoparticles and
improves the diffusion and adsorption of CO2 on the catalyst
surface,28 resulting in more effective contact between the
active site and the reactant molecule.29 Furthermore, because
of sensitivity to oxidation and experimental difficulties associ-
ated with the synthesis of small-size Cu nanoparticles,27

heteroatoms like N or O in the carbon support can interact
with Cu nanoparticles, stabilizing them on the carbon sub-
strate.30 Additionally, studies have shown that N heteroatoms
can lower the reaction energy barrier of CO*, speed up the
rate-limiting step, and boost overall catalyst performance.31–34

For instance, N-doped graphene, due to its strong electron-
donating properties, not only facilitates C–C coupling but also
inhibits the deoxygenation of HOCCH* to C2H4 on the Cu
surface, thereby increasing selectivity for C2H5OH formation.35

Lastly, the type of N has a great influence on the selectivity of
the product. Experimental and theoretical analyses have
demonstrated that pyrrolic N in N-doped carbon can accelerate
the hydrogenation of *CO to the *CHO intermediate, leading
to high current density and excellent selectivity for CH4, while
pyridinic or graphitic N has the opposite effect.36 Therefore, it
is crucial to explore specific types of N-doped carbon-sup-
ported Cu catalysts for high selectivity to C2+ products.

Activated carbon and carbon black (CB) are commonly used
types of carbon supports that exhibit high conductivity and
hydrophobicity, making them promising adjustable H2O
diffusion media.37 Kong et al.38 regulated H2O diffusion by
controlling the thickness of the carbon black layer between the
gas diffusion electrode (GDE) and the electrolyte. Since the
molar ratio of H2O to CO2 (H2O/CO2) around Cu can effectively
adjust the hydrogenation degree of CO2 and regulating H2O
diffusion is an effective strategy for adjusting the H2O/CO2

ratio, a volcano-type relationship was observed between the CB

layer thickness and the faradaic efficiency (FE) of C2+ products
on the Cu catalyst. Biochar, which is a carbon-rich material
synthesized through the thermochemical conversion of
biomass, exhibits high porosity, cation exchange capacity,
specific surface area, and active functional sorption sites.
These characteristics make biochar highly effective as a versa-
tile adsorbent and support the development of technologies
aimed at achieving negative carbon emissions.39 The straight-
forward carbonization of fecal sludges to produce biochar
adsorbents or catalysts promotes a circular economy by redu-
cing the costs associated with sludge processing. Notably,
biochar derived from manure has a larger surface area that
effectively adsorbs CO2, thereby enhancing the reactivity of
catalyst active sites with CO2.

29,40,41 Furthermore, manure
inherently contains various nutrients, such as N, that can
serve as an intrinsic nitrogen source.42,43 In this study, we
embraced the “Pollution Control and Carbon Reduction”
design concept by utilizing a hydrothermal method to process
pig manure, an organic solid waste, to synthesize porous, high
surface area biochar as a carbon substrate. By applying a
thermal decomposition method, Cu nanoparticles were loaded
on the carbon substrate to create the Cu-NB-2000 electrocata-
lyst, which is efficient for ECR. We used scanning electron
microscopy (SEM), transmission electron microscopy (TEM),
X-ray diffraction spectroscopy (XRD), and X-ray photoelectron
spectroscopy (XPS) to characterize the catalyst’s morphology,
composition, crystal structure, and surface valence states. We
then assessed the ECR performance of the Cu-NB-2000 catalyst
with various Cu loadings and N doping contents by measuring
performance parameters such as FE and partial current
density for ECR and evaluating their stability through pro-
longed electrolysis testing.

Results and discussion
Synthesis and characterization

As shown in Fig. 1a, we synthesized fecal-derived biochar
using a modified hydrothermal method.28 Cu-NB-2000 was
then obtained by the pyrolysis of derived biochar, copper(II)
acetylacetonate, and KOH at 800 °C under an Ar atmosphere,
with urea as the extra N source (Fig. 1a). Cu-B-2000 was pre-
pared using the same procedure as Cu-NB-2000 but without
urea. The SEM images of the Cu-B-2000 catalyst showed many
pores on the biochar surface with diameters of approximately
80–120 nm (Fig. S1a and S1b†), belonging to the macroporous
range. In comparison, the SEM images of Cu-NB-2000 showed
more and smaller pores (Fig. 1b). Most of the pores had dia-
meters of 15–50 nm, falling within the mesoporous range
(Fig. 1c), suggesting that N doping increased the proportion of
pores on the substrate and reduced the pore size. The presence
of abundant mesopores on the surface of Cu-NB-2000 can
effectively promote CO2 diffusion to the active sites and
enhance the catalyst’s performance.44 From the TEM images
of Cu-NB-2000, it was observed that Cu nanoparticles were well
dispersed on the biochar substrate (Fig. 1d), with particle sizes
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mainly concentrated between 3 and 5 nm (Fig. 1d inset).
Energy-dispersive X-ray spectroscopy (EDS) elemental mapping
images of Cu-NB-2000 (Fig. 1e and f) further confirmed a rela-
tively uniform distribution of Cu, N, O, and C elements on the
biochar surface, although a small amount of Cu element was
aggregated. We synthesized Cu-NC-2000 following the same
procedure as Cu-NB-2000 but using activated carbon instead of
biochar as the carbon substrate. The SEM image of Cu-
NC-2000 showed the aggregated morphology of activated
carbon with some mesopores between the particles (Fig. S1c†).
There were few nanoparticles on the activated carbon, as
shown in the TEM images (Fig. S1d†). EDS elemental mapping
images of Cu-NC-2000 indicated a relatively uniform distri-
bution of Cu, N, O, and C elements on the activated carbon
substrate (Fig. S2†); however, the content of the N element was
extremely low.

According to the BET characterization results, the surface
area of manure-derived biochar was approximately 2.4 m2 g−1

(Table S1† and Fig. 2a). After KOH activation, the surface area

of Cu-B-2000 increased nearly 100-fold, reaching 257.2 m2 g−1.
Further N doping modification of the biochar substrate
resulted in an additional increase, with Cu-NB-2000 reaching a
surface area of 421.9 m2 g−1, about twice that of Cu-B-2000.
The increase was consistent with the observation in SEM
images, where Cu-NB-2000 showed more mesopores than Cu-
B-2000. Additionally, Cu-NC-2000, which was synthesized
based on activated carbon, had a surface area of 325.5 m2 g−1,
which can be attributed to the pores between connected acti-
vated carbon. Further pore size and volume analysis (Fig. 2b)
revealed that the internal pore diameters of Cu-B-2000, Cu-
NB-2000, and Cu-NC-2000 are mainly within the mesoporous
range. The larger surface area and pore volume of Cu-NB-2000
favor subsequent Cu nanoparticle loading and adsorption of
reactant molecules.

The XRD patterns of Cu-B-2000 and Cu-NB-2000 showed
characteristic peaks at 43.3°, 50.4°, and 74.1°, corresponding
to the (111), (100), and (110) planes of Cu (Fig. 2c), respect-
ively. Moreover, the facet distributions of Cu-B-2000 and

Fig. 1 (a) Scheme of the synthetic process for preparing Cu-NB-2000. SEM images of Cu-NB-2000 at the scale of (b) 10 μm and (c) 10 nm. (d) TEM
image of Cu-NB-2000. (e) SEM maps showed the distribution of (f ) Cu, N, O, and C elements.
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Cu-NB-2000 were similar, with the main plane being (111).
The relatively strong intensity of the plane peaks indicated a
high loading of Cu nanoparticles for Cu-B-2000 and Cu-
NB-2000, consistent with the extensive distribution of Cu
elements observed in the EDS map (Fig. 1f). In contrast, the
XRD pattern of Cu-NC-2000 showed weaker peaks corres-
ponding to the (111), (100), and (110) planes of Cu, suggesting
a lower Cu loading. Therefore, pig manure-derived biochar can
be more effective than activated carbon for loading Cu nano-
particles at the same Cu addition level due to its larger surface
area and pore volume. Surface elemental valence states and
coordination environments of Cu were further revealed by the
XPS analysis (Fig. 2d, e and Fig. S3†). The Cu 2p spectra of Cu-
B-2000, Cu-NB-2000, and Cu-NC-2000 revealed that the copper
nanoparticles on the surface were primarily in the Cu(II) state
(Fig. 2d). Since the XRD results for all three catalysts did not
show the presence of CuO, the Cu(II) state was attributed to
oxidation occurring at the catalyst surface. The N 1s XPS
spectra showed five peaks at 405.7 eV, 401.4 eV, 400.0 eV, 399.0
eV, and 397.8 eV, which can respectively be assigned to oxi-
dized N, graphitic N, pyrrolic N, Cu–N, and pyridinic N, con-
sidering reasonable experimental errors and noise interference
(Fig. 2e).45,46 The N 1s XPS spectra of Cu-B-2000 showed that N
mainly existed in the form of graphitic N and pyrrolic N, with
a low proportion of pyridinic N (Fig. 2f). For Cu-NB-2000, the
N 1s XPS spectra presented pyridinic N, pyrrolic N, and graphi-

tic N, with pyridinic N constituting a significant proportion of
the total nitrogen content, alongside a unique Cu–N coordi-
nation structure. Compared to the other forms of N, the N
atom in pyridinic N can act as a Lewis base, and it is easier to
provide the lone pair of electrons and form coordination
bonds with metal ions. The N 1s XPS spectra of Cu-NC-2000
showed pyridinic N, pyrrolic N, graphitic N, and N–O, with the
proportion of pyridinic N similar to that in Cu-NB-2000.
However, no Cu–N coordination structure was observed in Cu-
NC-2000. The Cu loading of Cu-NC-2000 was much less than
that of Cu-NB-2000, which may result in the disappearance of
Cu–N coordination in Cu-NC-2000.

ECR performances

The ECR activity and selectivity of Cu-B-2000, Cu-NB-2000, and
Cu-NC-2000 were evaluated in a flow cell configuration with 1
M KOH as the electrolyte. Steady-state chronoamperometry
curves for CO2 electrolysis were recorded at different potentials
between −0.71 V and −1.51 V versus the reversible hydrogen
electrode (vs. RHE). After 10 minutes of electrolysis, the XPS
spectra of Cu-NB-2000 showed that the oxidation state of Cu
immediately shifted from Cu(II) to a mixture of Cu(II), Cu(I)
and Cu(0) (Fig. S4 and S5†). As shown in Fig. 3a, the FE of ECR
(FECO2

) for Cu-B-2000, Cu-NB-2000, and Cu-NC-2000 all exhibi-
ted an increasing-then-decreasing trend in the voltage range of
−0.71 V to −1.51 V (vs. RHE). At −0.91 V (vs. RHE), the FECO2

of

Fig. 2 (a) N2 adsorption and desorption isotherms of fecal-derived biochar, Cu-NB-2000, Cu-NC-2000 and Cu-B-2000. (b) The incremental pore
volume of Cu-NC-2000, Cu-B-2000, and Cu-NB-2000. (c) XRD patterns of Cu-NC-2000, Cu-B-2000 and Cu-NB-2000. The high-resolution (d) Cu
2p and (e) N 1s XPS spectra of Cu-B-2000, Cu-NC-2000 and Cu-NB-2000. (f ) The proportion of different N types for Cu-NB-2000, Cu-NC-2000,
and Cu-B-2000 catalysts.
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Cu-NB-2000 reached 87.14%, higher than that of Cu-NC-2000
(66.40%) and Cu-B-2000 (54.68%). Meanwhile, the FE of the
competing HER reaction (FEH2

) for Cu-NB-2000 was only
12.48%, indicating that Cu-NB-2000 effectively suppressed the
side reaction. At a relatively low voltage range, the monocarbon
products of Cu-NB-2000 and Cu-NC-2000 were mainly CO, with
small amounts of HCOOH and methane (Fig. 3b). However, at
a higher voltage range, the proportion of methane increased,
which was consistent with the reported results that large over-
potentials always favor methane production.47 However, Cu-
B-2000 exhibited a higher proportion of CH4 among its single-
carbon products at small overpotentials. The significant pro-
duction of CH4 may be related to the higher proportion of pyr-
rolic-N in Cu-B-2000. Pyrrolic-N can accelerate the hydrogen-
ation of *CO to *CHO intermediates, which is likely to
enhance the formation of methane.36,48 At an electrode poten-
tial of −0.91 V (vs. RHE), the multicarbon products of Cu-
B-2000, Cu-NB-2000, and Cu-NC-2000 began to emerge in large
quantities (Fig. 3c). Among these, Cu-B-2000 only produced
ethylene with a relatively low FE (16.88%), whereas Cu-
NB-2000 yielded a variety of multicarbon products including
ethylene, ethanol, and acetic acid, demonstrating excellent
selectivity for C2+ products with a total FE of 41.37%. The mul-
ticarbon products for Cu-NC-2000 included ethylene, ethanol,
acetic acid, and propanol, with a total FE of 34.35%.
Simultaneously, the current densities of C2+ products ( jC2+

) for
Cu-B-2000, Cu-NB-2000, and Cu-NC-2000 gradually increased.
At −1.1 V vs. RHE for the Cu-NB-2000 catalyst, the FEC2+

reached 44.80% and jC2+
rose to 109.8 mA cm−2, which were 1.3

times and 3.1 times higher than those of Cu-B-2000 and Cu-
NC-2000, respectively. Furthermore, at a more negative poten-
tial of −1.51 V, Cu-NB-2000 achieves a higher FEC2+

of 47.35%,
with a jC2+

of 241.2 mA cm−2, demonstrating excellent selecti-
vity for C2+ products. Therefore, it can be concluded that
N-doped biochar is more advantageous than N-doped activated
carbon for the preparation of ECR catalysts to produce multi-
carbon products. Compared with the previous research where
the products on the C-supported Cu catalyst were mainly C1

products,49–51 Cu-NB-2000 efficiently produces C2+ products,
surpassing the performance of most carbon-supported Cu cat-
alysts and all the previously reported biochar-supported Cu
catalysts52–57 (Fig. 3d and Table S2†). Due to the mentioned
fact that the proportion of pyridinic N in Cu-NB-2000 is
similar to that in Cu-NC-2000, and the facet distribution
remains consistent, it is speculated that the enhanced Cu
loading and the resulting unique Cu–N coordination structure
in Cu-NB-2000 contribute to the higher selectivity for multicar-
bon products.

Since the metal loading of the catalyst is generally approxi-
mately positively correlated with the amount of metal precur-
sor, we adjusted the amount of Cu precursor used in the syn-
thesis process, producing Cu-NB-4000 and Cu-NB-1000 cata-
lysts to further investigate the impact of Cu loading on the
catalytic performance of Cu-NB-2000. According to the results
of inductively coupled plasma optical emission spectrometry
(ICP-OES), the copper content in Cu-NB-1000, Cu-NB-2000,
and Cu-NB-4000 increased sequentially (Table S3†). Compared
to Cu-NB-2000, the FE of C1 products was higher for the Cu-

Fig. 3 FEs of (a) ECR, (b) respective C1 products, and (c) multicarbon products as a function of applied potential over the Cu-NB-2000, Cu-
NC-2000, and Cu-B-2000 samples. (d) jC2+

and FEC2+
were compiled from the literature on carbon or biochar-supported Cu catalysts for ECR. (e)

FEs of C2+ and C1 products as a function of applied potential over the Cu-NB-4000, Cu-NB-2000, and Cu-NB-1000 samples. (f ) FEs of C2+ and C1

products as a function of applied potential over the Cu-3NB-2000 and Cu-NB-2000 samples.
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NB-1000 catalyst, which has the lowest Cu loading, but both
the FECO2

and FEC2+
were much lower (Fig. 3e). The Cu loading

in Cu-NB-4000 was higher than that in Cu-NB-2000, but the
FECO2

and FEC2+
were similar. Since reducing Cu loading from

Cu-NB-2000 negatively impacted ECR, while increasing Cu
loading led to metal waste and decreased electrochemical
mass activity, the Cu content in Cu-NB-2000 was demonstrated
to be optimal. Moreover, while the ECR selectivity for C2+ pro-
ducts does not fully depend on the Cu loading content, it
becomes a significant factor when the loading is insufficient.
At the same time, the content of pyridine N might affect the
formation of distinct Cu–N bonds, which has a significant
impact on its catalytic performance. The Cu-3NB-2000 catalyst
was obtained by only increasing the amount of N source by a
factor of three. According to the N 1s XPS spectra of Cu-
3NB-2000, the proportion of pyridine N was reduced, and Cu–
N bonds were not formed (Fig. S5†). Accordingly, the ECR per-
formance significantly decreased, with FEC2+

being only about
one-quarter of that of Cu-NB-2000, indicating that the selecti-
vity to C2+ products was highly related to the formation of Cu–
N bonds (Fig. 3f).

We conducted a long-duration constant potential test to
assess the stability of the Cu-NB-2000 catalyst. During the
8-hour ECR test at −0.91 V (vs. RHE), the current density and
FEC2+

remained relatively stable within a certain range (Fig. 4a).
The high stability of the Cu-NB-2000 catalyst could be attribu-
ted to the formation of Cu–N bonds, where N-doped carbon
played a key role in stabilizing the active Cu nanoparticles with
high surface energy. The gas diffusion electrode (GDE) with
the Cu-NB-2000 catalyst was washed and characterized directly.

SEM images revealed that after the long-term test, the surface
morphology of Cu-NB-2000 remained constant without aggre-
gated Cu nanoparticles (Fig. 4b). Due to the disturbance of
GDE, the intensity of characteristic XRD peaks was not promi-
nent. However, the XRD results of the catalyst after testing also
showed the same facets corresponding to the (111), (100), and
(110) planes of Cu (Fig. 4c), and no significant changes
appeared in facet distribution. The XPS spectra (Fig. 4d)
showed that the surface copper mainly existed in the 0 and +1
oxidation states, which were the same as the observed oxi-
dation states before the tests.

Conclusion

In summary, we designed and synthesized a novel manure-
derived Cu-NB-2000 electrocatalyst for ECR, which demon-
strates a large specific surface area, pore volume, and a higher
content of pyridinic N, which innovatively constructs Cu–N
bonds. These features improved the catalytic activity and stabi-
lity of the Cu-NB-2000 electrocatalyst, enhancing the selectivity
for ECR and multicarbon products. At −0.91 V, Cu-NB-2000
achieved an FECO2

of 87.14%, and at −1.11 V, it achieved an
FEC2+

of 44.80%, surpassing all biochar-based Cu catalysts.
Hence, in this work, we have developed an effective electrocata-
lyst from large quantities of available ultra-low-cost environ-
mental pollutants, capable of efficiently reducing the green-
house gas CO2 under mild reaction conditions and producing
economically valuable chemical products. This is a viable “kill
three birds with one stone” strategy with potential economic

Fig. 4 (a) Long-time stability of Cu-NB-2000 in 1 M KOH at an applied j of 150 mA cm−2 in a flow cell reactor, showing stable activity over 542 min.
(b) SEM image, (c) XRD and (d) XPS patterns of the GDE (drop-coated with Cu-NB-2000) after the stability test.
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and environmental benefits. However, the aspects of this
material can still be improved: the amount of copper raw
material added to Cu-NB-2000 remains relatively high. In the
future, we plan to optimize the synthesis method and raw
material ratios to reduce copper usage and lower the material’s
raw material cost. Furthermore, the material’s selectivity for
specific carbon products is still low. We aim to further
enhance the interaction between Cu and biochar to achieve
highly selective catalytic conversion of CO2 into a single
product.
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