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Materials designed to degrade: structure,
properties, processing, and performance
relationships in polyhydroxyalkanoate biopolymers

Jessica N. Lalonde, a,b Ghanshyam Pilania c and Babetta L. Marrone *b

Conventional plastics pose significant environmental and health risks across their life cycle, driving intense

interest in sustainable alternatives. Among these, polyhydroxyalkanoates (PHAs) stand out for their bio-

compatibility, degradation characteristics, and diverse applications. Yet, challenges like production cost,

scalability, and limited chemical variety hinder their widespread adoption, impacting material selection

and design. This review examines PHA research through the lens of the classical materials tetrahedron,

exploring property-structure-processing-performance (PSPP) relationships. By analyzing recent literature

and addressing current limitations, we gain valuable insights into PHA development. Despite challenges,

we remain optimistic about the role of PHAs in transitioning towards a circular plastic economy, empha-

sizing the need for further research to unlock their full potential.

1 Introduction

Plastics derived from fossil fuels have become essential to
society and modern daily life. However, the detriments to both
environmental and human health throughout their entire
material life cycle have devastating impacts.1–3 While the con-
tinued use of petroleum to synthesize and process single-use
plastic is itself harmful, the end life-stage of plastic is also of
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paramount concern. As conventional plastics degrade in the
environment, their decomposition has been known to produce
microplastics.4 These materials have already affected global
soils, which cycle further into the water, air, and atmosphere,
and into our food chain.4 Conventional plastics such as low
density polyethylene (LDPE), polypropylene (PP), polyvinyl
chloride (PVC), and polystyrene (PS), are non-biodegradable
and have been shown to remain in the environment in various
forms for over 450 years.5,6

In addition, single-use petrochemical plastic use has con-
tinued to increase, particularly in recent years during the
COVID-19 pandemic by reliance on plastic disposable items
for safety and hygienic purposes.7 In addition, it has been
reported that over 20 million metric tons of plastic waste, or
11% of the total plastic waste generated, directly entered
aquatic ecosystems around the globe in 2016, with that
number predicted to nearly double by 2030.6 Nearly
400 million metric tons of plastic are annually produced
worldwide as of 2023 from raw petrochemical feedstocks.2,8

The management of this waste generated from raw feedstock
has led to compounded economic, environmental, and health
safety challenges.8–10 For instance, only a small fraction of the
total amount of virgin plastic, ranging from 5–30%, is available
for re-purposing or recycled for further use. This in turn gener-
ates a loss of up to 95% of the original economic value for the
material.5,9,11–14

This has led to much economic opportunities lost for a
potential circular “bio-plastic” economy. Even with increasing
global efforts to manage plastic waste pollution, ongoing
studies of the complex social, economic, and scientific issues
of plastic waste management indicate that predicted growth in
plastic waste generation exceeds current efforts for mitigating
overall plastic pollution.6,15 These results indicate that urgent

transformative changes in both materials design and policies
are needed to help address this crisis.2,8,14,16

These ongoing concerns have generated strong interest in
biologically sourced and biodegradable polymers as alterna-
tives to conventional plastics. One model for potential future
materials use includes the ultimate goal of creating a more cir-
cular, sustainable plastic economy in which the idea of waste
is re-imagined.4 In this model of bio-based plastic substitutes,
the waste products of end-of-life biopolymers can ultimately be
re-used as raw feedstocks, as opposed to a more linear model,
such as with conventional plastic, in which the material is
simply unusable with current recycling infrastructure and
technology or otherwise discarded.17–21

Polyhydroxyalkanotes (PHAs) are one example of a family of
biologically produced polyesters that have been extensively
investigated for their benefits as plastic alternatives.22–26 These
well-known biopolymer materials, first developed in the early
20th century, are synthesized and accumulate in microbes in
the presence of excess carbon sources and nutrients, acting as
an energy storage mechanism.27,28 PHAs have often been
selected and utilized as a model biologically-sourced polyester
for their attractive and versatile qualities. Some of these qual-
ities include robust biocompatibility, non-toxic degradation
products, and chemical tunability. In addition, PHAs also have
a unique opportunity to be recycled or reused by both chemi-
cal and biological means at the end of their life cycle for
further use.1,23,26,29,30

In addition, PHAs have been known to degrade effectively
in aquatic and soil-based environments during both enzymatic
and hydrolytic degradation.10,30 One recent study by Omura
and colleagues examined a series of commercially available
biodegradable and non-biodegradable plastic materials at
different ocean depths, in both coastal and deep-sea floor
environments, and PHA materials and copolymers were shown
to decompose effectively with specific microorganisms.10

These findings have generated interest in developing PHA
materials with potential to be decomposed as soon as they are
discharged into the ocean, with many new and exciting oppor-
tunities for PHA development.10

Despite the considerable potential offered by PHAs towards
enabling a transition away from conventional fossil fuel-based
plastic, the existing industrial scale commercial production
and distribution of these biopolymers has remained somewhat
limited.29,31,32 At present, there are several enterprises that
produce PHAs worldwide, including BioMatera (Canada),
Biome Bioplastics (United Kingdom), Biomer (Germany),
Cardia Bioplastics (Australia), Danimer Scientific (USA),
Kaneka (Japan), Full Cycle Bioplastics (USA), Mango Materials
(USA), Nafigate (Czech Republic), NaturePlast (France),
Newlight Technologies (USA), Tianjin GreenBio Materials
(China), Yield10 Bioscience (USA and Canada), and Tianan
Biologic Material (China).27,33,34

Some of the current major limitations of PHA production
on an industrial scale include availability of appropriate feed-
stocks, low productivity, accumulation, and yield, as well as a
complex system of microorganism genetic engineering and
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biosynthesis culture setups.32 All of these factors have contrib-
uted to the high cost of commercially available PHAs. For
instance, compared to the price of producing virgin plastic
material in USD for PP ($0.45–0.68 per lb),35 PS ($0.54–0.82
per lb),35 PLA ($1.00–1.37 per lb),36 or other starch-based bio-
degradable polymers ($0.91–2.04 per lb),35–37 PHB on average
costs between $1.81–3.20 per lb based on data collected
between 2020–2023.38,39 Unfortunately, there have also been
challenges for commercial production including overall setup,
production, and capital costs, slow rate of market adoption,
and limited projected financial returns leading to additional
economic challenges for PHA biopolymer production.

Moreover, while the diversity of verified types of PHAs is
extensive, the amount of commercially produced PHAs is
rather limited, with available polymers and copolymers largely
constrained to a narrow set of chemistries that are dominated
by polyhydroxybutyrate (PHB), otherwise known as poly(3-
hydroxybutyrate) (or P3HB). PHB the most commonly commer-
cially available PHA.27,31 Other commonly available copolymers
of PHB include poly(3-hydroxybutyrate-co-3-hydroxyvalerate)
(typically written as PHBV or P3HB3HV) and poly(3-hydroxybu-
tyrate-co-3-hydroxyhexanoate) (PHBHHx).27,40,41

The limited chemical diversity and tunability exhibited by
commercially available PHAs also result in materials selection
and design challenges.42 Specifically, the narrow and often
unsuitable range of thermal processing windows and mechani-
cal properties, and limited degradation rates which are some-
times comparable to other less expensive biopolymers such as
polylactic acid (PLA) pose great hurdles for PHAs towards their
use in a range of applications.29,43 Currently, this renders
PHAs either unsuitable or too expensive to be realistic alterna-
tives to traditional plastics.20,44–46

However, despite their expense, PHAs still offer many
unique advantages in terms of biodegradability, compostabil-
ity and non-toxicity, and potential for long-term sustainability
in commercial use when compared to more widespread plastic
alternatives available today.47,48 While these hurdles pose sig-
nificant and interdependent challenges to widespread PHA
use, they also present unique opportunities from both research
and economic perspectives to understand and improve the
overall PHA materials design paradigm for this class of
materials as well as other commercially limited
biopolymers.16,19,23

When addressing materials design challenges such as those
currently faced by PHAs, one central materials science frame-
work relates the properties, structure, processing, and perform-
ance (PSPP) of a material in interconnected pair-wise relation-
ships epitomized by the classic materials tetrahedron, as
shown in Fig. 1. The concept of PSPP relationships has been
extensively applied to many areas of materials science ranging
from alloy design to perovskites and heterogeneous catalysis to
pharmaceuticals, but remains relatively less explored in the
context of bio-derived polymer design, in general, and for
PHA-based biopolymer design, specifically.49,50

The materials tetrahedron has also been recently re-ima-
gined in a contemporary, information science-focused perspec-

tive. This new perspective on a classic paradigm also aims to
reduce the overall time and cost to discover and develop new
materials by re-establishing the tetrahedron as a framework
for novel design principles.51 It is well established that the
PSPP relationships are particularly suitable for developing and
examining quantifiable relationships between an available
material’s structure and its potential properties, as well as in
connecting its processing history to the target performance.51

Therefore, there is potential to both explore and improve the
scientific understanding of these relationships as well as
enhance the commercial PHA design space by using a
well-known PSPP framework and establishing it in an inno-
vative way towards biopolymer identification, design, and
development.

In traditional implementations of the materials science
tetrahedron, the structure, property, processing, and perform-
ance parameters have been essential. Each of the branches of
the tetrahedron provide a framework to not only understand
their interconnected nature, but also has been historically
used in the rational design and optimization of novel and
existing materials in other areas of materials science.51,52 In
this review, we have surveyed these PSPP relationships in the
context of PHA biopolymers by examining current state-of-the-
art examples of ongoing research.

Here, we apply this PSPP relationship framework to under-
stand and highlight the scope of the underlying chemical
space, outstanding design challenges, conflicting trends in
properties, as well as current limitations and potential for
future improvements in the broad research area of PHA biopo-
lymers that have the potential to utilize modern experimental
approaches. Our work also establishes a precedent for other
types of biopolymers to be examined in a similar, materials-
centric, design-focused way.

2 Control of PHA structure
2.1 Chemical and morphological structure of PHAs

At the most fundamental level, the chemical structure of a
polymer is dictated by the atomic constituents forming the
monomers and their connections. Monomers of one or more
types can then combine in a backbone and side chain in
different compositions to form either homopolymers (made
up entirely of one monomer type) or copolymers (made up of
several different monomers). For a given composition, the rela-
tive placement of different monomers along the polymer back-
bone can further give rise to different copolymer microstruc-
tures (for instance, random, block or alternate) resulting in
qualitatively different interchain interactions. These inter-
actions in turn dictate how closely the polymer chains are
packed together, giving rise to the overall mesoscopic morpho-
logical structure.53

Therefore, the overall structure in polymers, including
PHAs, which are in general linear, aliphatic polyesters, is
largely governed by: (1) the intrinsic chemical nature of the
building blocks at the atomic-scale, (2) non-bonding inter-
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chain interactions at the microscopic level, and (3) the relative
ratio and distribution of crystalline and amorphous regions at
the mesoscopic level to form the overall morphology of the
polymer.53–55 These notions are graphically illustrated in
Fig. 2. The wide range of dispersity indices and variations in
molecular weight across PHAs produced biologically have also
been shown to generate higher uncertainties in the resulting
thermal and mechanical properties, which presents future
opportunities for developing an understanding of these
relationships in a more quantitative way.56,57

There is a significant amount of structural diversity that is
currently available for PHAs at the monomer level, leading to a
wide range of variety in possible interactions at both the
microscopic level and in the overall morphological structure of
the polymer.27,57,58 There are currently at least 150 structurally
unique PHA monomers that have been verifiably identified
and biosynthesized since 1995, leading to many possible com-
binations of potential polymers and copolymers of
PHAs.56,58–60 However, in addition to these monomers, poten-
tially there exist a number of other chemistries that might be

accessible in the near-future either biologically or via chemical
polymerization, or via grafting.61 Because the materials pro-
perties of the PHAs depend on the multi-scale structural
aspects described above, this opens a tremendous opportunity
in terms of tuning PHA structure to meet specific property
portfolio requirements.60

Much of the diversity in the actual physical PHA chemical
structure is derived from three main sources in varying the
components of the polymer: (1) variety in the number of
carbon atoms in the polymer backbone, (2) the number of
carbons in the side chain branching from a backbone carbon
atom, and (3) the presence/absence as well as chemical nature
of any side-chain functional groups in the structure.27,62 In
regard to the latter two diversity factors, the side chain of a
PHA typically ranges from 1–16 carbons in length, and there is
also a variety of functional groups, such as phenyl groups,
with varying numbers of carbons in the side chain.62–64

The features that can be modified to produce the unique
PHA monomers are the previously listed three components,
that can be seen as examples in Fig. 2. The left panel of Fig. 2

Fig. 1 An overview of the materials tetrahedron and the relationships between each aspect as applied to PHA biopolymer material design.
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indicates modifications that can be made of the standard
hydroxybutyrate (HB) monomer. For instance, the addition of
another carbon in the main backbone chain of the structure
will change the PHA monomer from 3HB to 4HB, while the
addition of another carbon in the side chain of the structure
will change the PHA monomer from 3HB to 3HV. Thus, the
number of carbons in both the backbone and side chain of the
structure itself will affect the type of PHA monomer that is pro-
duced. Additionally, changing the functional group in the side
chain of the structure will also affect the monomer: for
instance, the inclusion of a phenyl group in the side chain of
the structure will change the PHA monomer from 3HV to
3H4PhB. These changes in the monomer will also affect the
type of polymer and copolymer blocks that may be
synthesized.

There is a separate, alternative classification terminology
system that is frequently employed to address different types
of PHAs on the basis of the number of carbon atoms in the
backbone and side chain itself. These classifications include a
PHA with backbone and side chains of less than 5 carbons,
short-chain length (scl), and those with the number of back-
bone and side chains between 6–14, medium-chain length
(mcl), or even longer carbon chains, long-chain length
(lcl).40,64–66 In addition, it is known that due to their method
of biological synthesis and fermentation, PHAs formed by
natural means are strictly isotactic and feature only (R)-con-

figurations in their chiral stereocenter in the main carbon
backbone of the polyester chain, but some variations have
been synthesised by synthetic means.27

Each of these structural components have been demon-
strated to have unique effects on the PHA polymer properties,
affecting everything from its crystallinity to its thermo-
mechanical properties and degradation rate. An example of
this behavior can be observed in the case of polyhydroxyvale-
rate. This polymer is also written and abbreviated as poly(3-
hydroxyvalerate), PHV, and P3HV. It may be referred to as HV
in its monomer unit form. PHV is often also used as a copoly-
mer with PHB. Although PHV contains just one additional
carbon in the side chain compared to PHB, PHV has a lower
melting and glass transition temperature and is far more
elastic, in addition to varying the molecular weight of the
copolymer versus the homopolymer.67 For instance, it has been
shown that in general, a greater number of carbons in the side
chain of the PHA leads to: a decrease in melting and glass
transition temperatures, a decrease in elastic modulus, and an
increase in yield at elongation, as well as potentially lower
molecular weight depending on the method of synthesis, crys-
tallinity, and polymer type.68–70

A greater number of carbons in the PHA backbone and side
chain have been particularly associated with an increase in the
overall degradation rate.71 This has largely been attributed to
the increased number of carbons creating additional steric

Fig. 2 An overview of the chemistry of PHAs and a simplified breakdown of how these factors affect the structure by level of the material.
Subsequent levels of composition variation are shown from the left panel to the right panel. The monomer chemistry panel (left) indicates changes
that can be made to the monomer itself to distinguish between monomers of PHAs such as the number of carbons in the side chain and backbone.
The composition panel (center) indicates changes that can be made to the building blocks of the polymer itself to distinguish between a homopoly-
mer, a copolymer, variations of copolymers, and blends. The polymer morphology panel (right) indicates the next layer of changes that can be made
to macro-scale regions of the polymer to produce variations between polymers of the same composition.
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hindrance that the additional groups bring to the semi-crystal-
line packing structure of the PHA. A decrease in PHA crystalli-
nity in polymers with a higher number of carbons in either the
backbone or side chain and PHA copolymers has also been
reported.72 Because these amorphous regions have enhanced
susceptibility to hydrolytic degradation, this phenomenon of
enhanced degradation is believed to be largely due to this
decrease in crystallinity within these semi-crystalline
polymers.73,74 These effects will be discussed in further detail
in section 3 of this review.

In addition to PHA homopolymers and block or random
copolymers combining multiple types of PHAs, there have
been previous studies that have altered the structure of existing
PHA polymers by incorporating other types of polymers in
blends.65,75–78 Further modification of the polymer structure
using additives, which in turn affects the properties of the
resulting material, has also been extensively explored in prior
investigations.79–82 These additions to PHA polymers are con-
sidered here as additional modifications to the base PHA
structure, rather than a unique element of the structure of the
PHA polymer itself. These modifications will be discussed in
further detail in section 3 in this review. However, we note that
the interconnected nature of the polymer chain structure has
been shown to influence the material in all aspects of the
materials tetrahedron, ranging from properties to the possible
processing routes for the PHA.83 Additional details regarding
the synthesis of PHAs as described in the following section, by
both biological and chemical means, are critical to also con-
sider when developing a more holistic PSPP relationship for
these materials.

2.2 Factors affecting structure of PHAs in biosynthetic and
chemical routes

There are many important factors affecting the structure of
PHAs, ranging from the synthesis route to the processing
method. PHAs are synthesized by a wide range of microorgan-
isms as part of their natural metabolic processes as internal
energy reserves in the presence of both: (1) excess levels of
carbon and other energy sources (feedstocks such as wheat or
flour, sugars (e.g., glycerol), food waste, dairy processing waste,
or cooking oil, carbon dioxide gas, other forms of starch, etc.)
and (2) stressful environmental conditions, such as critical
nutrient limitations (e.g., nitrogen).84–90

PHAs are most widely produced by biological, natural syn-
thesis processes within a living cell. Under normal conditions
and a non-stressful environment, many PHA-producing micro-
organisms will utilize nutrients such as nitrogen, phospho-
rous, oxygen and carbon-rich organic matter in the tricar-
boxylic acid (TCA) or citric acid cycle to consume energy.57,91

The TCA cycle is a well-studied series of chemical reactions
that occur within cellular organisms to release stored energy
by oxidation of acetyl-CoA derived from energy sources such as
fats and carbohydrates.92 Recently, extensive studies have been
conducted specifically on the metabolic pathways for the bio-
synthesis of various natural and non-natural PHAs that explore
these relationships from a mechanistic perspective.28,57,61

These reviews provide explicit detail on how PHA biosynthesis
is conducted from the metabolism from the carbon source to
the polymerization of monomeric components into specific
PHAs and should be consulted for specific metabolic pathway
and synthesis enzyme details.28,57

Both the available biochemical pathways and diversity of
PHA-producing organisms have been well-documented in the
literature.93–97 Under stressful conditions, such as excess
carbon, or limited oxygen or nutrients, microorganisms and
bacteria will metabolize the excess organic matter and use the
acetyl-CoA normally used in the TCA cycle to instead syn-
thesize PHA polymers as energy reserves using either existing
or genetically-encoded biochemical pathways.86,91,92 Some
examples of these biochemical reactions include hydrolysis,
transesterification, and glycolysis, which are each also used to
convert PHA precursors such as fatty acids, sugars, and amino
acids into PHA monomers. These monomers are subsequently
converted to intracellular granules of PHA polymers, which are
stored in the microorganism.98,99 Depending on the available
biochemical pathways and the substrate, both wild-type and
genetically modified microorganisms have been shown to be
able to synthesize a variety of PHAs.45,97

In general, PHA commercial production involves the culture
of microorganisms for replication, followed by mixing in a cul-
tivation tank or bioreactor with a substrate such as glycerol,
starch, or other carbon sources using products such as carbon
dioxide gas, food waste, dairy processing waste, and used
cooking oil.86,90,100 Under specific, nutrient-limiting con-
ditions, the microorganisms will then produce PHA polymers
internally, consuming the substrate to varying degrees of gene-
ration of polymer mass.80 For instance, wild-type C. necator
has been observed to generate up to 80% of its original dry
weight in PHA polymer.57,89

The raw PHA polymer is released from the biomass via cell
lysis following completion of biosynthesis, followed by solvent
extraction.101,102 Lysis is often performed to break open the
organism and perform the extraction using a centrifuge and a
series of filtration steps. The PHA can then be purified and
dried into a useable form, such as a powder or granule form
for additional processing. These methods have been well-docu-
mented by a variety of both historical and current
studies.101,103 The leftover residual non-PHA biomass can also
potentially be used for other uses such as fertilizer.89 The
extent to which commercial production methods of PHAs
themselves directly and indirectly affect the resulting chemical
structure is still an open area of research.57,97 Prior investi-
gation has revealed that many possible PHA homopolymer and
copolymer structures can be obtained by utilizing variations in
the microorganisms themselves, indicating that one of the
main contributing factors to producing different types of PHAs
are the available metabolic pathways that are present within
each unique organism.104–108

Recently, an extensive review was assembled on the diversity
of microbial production of bio-derived monomers and the
environmental circularity in their production, including indi-
vidual strain, carbon sources, and yield. This also mirrors the
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diversity of PHA production by microorganisms and bacterial
strains.109 There are a wide variety of PHA producers, which
belong to many different types of phyla ranging from
Mycobacterium and Streptomyces to Neisseria and
Pseudomonas, with many studies articulating the necessary
genetic and metabolic pathways for the different types of
organisms to produce different types of PHAs.57,102,110,111

Currently, C. necator, P. oleovorans, Pseudomonas sp.,
Synechococcus sp. and Halomonas sp. are among the most com-
monly studied producers of PHB, with both wild-type and
genetically modified organisms investigated extensively in pre-
vious studies.57,83,91,110,112–114 There is an emphasis in the lit-
erature to determine the optimal organism type, growth and
carbon source conditions, and overall genetic pathways with
scalable factors to produce the highest yield of cell dry mass as
possible.111,115,116 For instance, one recent study explored the
production of a copolymer of 3-hdyroxydecanoate and 3-hydro-
xydodecanoate using Pseudomonas aeruginosa MC5300 with
yields up to 75.6% of original dry weight of the cell with up to
16 hours of growth.111

The carbon source and nutrient limiting conditions that fuel
biosynthesis pathways within PHA-producing microorganisms
are also required contributors to the synthesis and polymeriz-
ation processes performed by the organism, and greatly influ-
ence the extent to which the structure and chemistry of the
PHA may be manipulated.102,112,117 Without a carbon source,
the organism would have no way to utilize their unique
enzymes and biochemical synthesis pathways to produce a
PHA polymer.34,62,118 Here, we distinguish between carbon
sources supplied to the organism as a substrate, and nutrients.
Nutrients, in contrast to carbon sources, are other molecules
in the cultivation or fermentation broth supplied to the organ-
ism to help it to grow, and may include vitamins, co-factors,
nitrogen, phosphorous, or others – depending on the
organism.28,57,61,102

Therefore, although how each organism utilizes these sub-
strates is a unique process according to their own biochemis-
try, the carbon source and nutrient types themselves are just
as vital, and may affect the resulting material.28,102,119 The
effects that each of these factors have independently as well as
in tandem with one another are not currently well understood
although well-documented. This opportunity presents a poten-
tial new research direction for a large-scale experiment quanti-
fying the relationship of carbon source and nutrient type to
the outcome of the PHA produced by the biosynthetic pathway.

A variety of carbon sources have been tested in laboratory-
scale bioreactors ranging from pure carbon dioxide and
methane gases to coffee, rice, vegetable compost, cooking oil,
dairy processing waste, and glycerol wastes.90,102,120 Each com-
bination of substrate and organism was shown to yield slightly
different final PHA polymer side-chain lengths.45,90,120

Currently, Gahlawat has reported studies that demonstrate
control over the number of carbons in both the backbone and
side chain of the PHA and the ability to incorporate phenyl
and other bulk side chain functional groups.102 Many studies
have also achieved tremendous advances in genetic and meta-

bolic engineering of the organisms to produce these specific
chemical structures, and reducing the cost of required carbon
sources and substrates.120–122

Previous studies have outlined the challenges with increas-
ing the overall yield and structural diversity in PHA
production.100,123,124 A recent review by Corti Monzon and col-
leagues has also surveyed the use of petrochemical hydro-
carbons as potential feedstocks for PHA biosynthesis.115

Several of these studies have explored methane, octane, diesel,
and also styrene from pyrolysis of PS, essentially utilizing feed-
stocks derived from the products of burning virgin petrochem-
ical plastic waste, although notable scaling challenges have
been reported.

Additional ongoing challenges to biological production of
PHAs that remain to be addressed include integrating the
relationship between the nutrient limitation and substrate
with the microorganism type.121,122 The most common and
prominent PHAs that have been commercially developed as of
now include PHB, and copolymers such as PHBV and
PHBHHx, as briefly discussed above.27,31,40 The functional
groups that are most commonly accessed in current research
include carbon side chains of varying lengths and phenyl
groups.27,83,112 The ongoing challenge to produce optimal
yields is continuously balanced with optimizing the recovery
process with cost efficiency. Also equally important is the task
of integrating PHA biosynthesis into existing production lines
to increase PHA compatibility with existing polymer processing
equipment.83,86,100,125

Combining more than one type of microorganism in an
effort to produce higher yields of PHAs has been also exten-
sively studied in a method known as mixed microbial consor-
tia as an alternative to genetic engineering.126 This area of
research focuses on engineering the environmental con-
ditions, nutrient sources and substrates, and carbon sources,
rather than tuning the genome of the microorganisms.126

However, the type, quantity, and distribution of the PHA struc-
ture produced by the consortium has been shown to depend
on the nature of the substrate fed to the organisms during
PHA synthesis, leading to the additional importance of the
substrate to the overall biosynthesis path to creating a final
PHA structure.83,86

Some recent studies have been able to utilize bacterial colo-
nization directing techniques to improve the overall properties
and performance in PHA materials. In a specific case,
Campano and colleagues have explored the control of the bac-
terial colonization process using bacterial cellulose to produce
PHB.127 Following acid treatment to the PHB-cellulose bonded
films, the elastic modulus increased and oxygen permeability
decreased with respect to the control PET film over 4 and 3
fold times, respectively.127

In contrast to biological synthesis, there is also an active
area of research investigating the chemical synthesis methods
of PHA production. The chemical routes of PHA synthesis by
artificial (i.e. non-biological means) is an evolving field, and
many reports specifically examine the potential chemical pro-
cedures by which to develop PHAs artificially or semi-artifi-
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cially. For instance, one ‘chemical’ or semi-artificial means of
PHA production involves the recycling of fossil fuel-based feed-
stock or other chemical waste products to provide the energy
resources for bacterial to generate the PHB. In this way, these
approaches are not necessarily ‘chemical’ in nature as they still
involve the biological synthesis of PHAs, but they incorporate
chemical feedstocks into the biological means of developing the
polymer. This process of ‘up-cycling’ waste feedstocks has been
well-explored.86,97,128,129 One approach by Parodi and colleagues
has also incorporated waste PHB itself directly into the feedstock
cycle to synthesis ‘new’ PHB material, working to complete the
circular waste-to-use lifecycle using an Oxa-Michael reaction to
generate PHB monomers.130 A recent study by Zhang and col-
leagues has exemplified this ‘hybrid’ synthesis approach to
combine both chemical and biological processes to produce
PHAs.131 These approaches are typically less-utilized than conven-
tional biological fermentation processes.27,58

Other approaches to developing PHAs by chemical means
have explored alternate routes to modifying, by blending or
grafting for instance, or chemically synthesizing the polymer.
For instance, Olivera and colleagues have reported chemical
modification of PHAs via halogenation, epoxidation, hydroxy-
lation, carboxylation, chemical cross linking via sulphur vulca-
nization, peroxidation, or radiation-induction, resulting in
altered properties of the source biological material.132 In con-
trast, chemical synthesis of aromatic PHAs and aromatic-ali-
phatic PHAs has been achieved by Westlie and Chen via stereo-
selective ring-opening polymerization of eight-membered
cyclic diolides.133 This approach resulted in high molecular
weight copolymerized PHAs, over 200 kg mol−1, which are
mechanically resilient, hard, but ductile, up to 191% elonga-
tion at break. In addition, these copolymers of PHB also
achieved a thermal decomposition temperature of 281 °C,
which is much higher than typically biologically produced
PHAs.133

Another commonly-studied starting pathway for developing
synthetic PHB by chemical means features alternating propy-
lene oxide and carbon monoxide. This is typically a challen-
ging retrosynthesis and copolymerization process. In addition,
ring-opening polymerization of β-lactones is also used. Both of
these processes require additional development for full indus-
trial scaling.27 It is well-established that the conversion of
different substances to PHA polymers by both small-batch and
industrial biological means is a result of selectivity, genetic
pathways, nutrient limitation, carbon sources, and biocatalysts
and enzyme availability, all of which can lead to high disper-
sity indices and high degrees of variation in the polymer mole-
cular weight as well as batch to batch differences in the length
of the polymer chains.27,58 These reports indicate chemical
modification or production of PHAs can lead to customizable
property value ranges and yield exciting new opportunities for
further study.

The effects of stereochemistry of chemically synthesized
PHB with regard to the crystallization behavior have been
recently studied by Caputo and colleagues, in foundational
work in the chemical synthesis of PHB.134 Detailed infor-

mation regarding both the chemical synthesis and characteriz-
ation of PHB polymers of different molecular weights were
reported, including information regarding the stereochemical
mixtures of synthetic samples as well as the growth rates of
spherulites in PHB of varying molecular weights ranging from
9000 kg mol−1 up to 120 000 kg mol−1. The study also reported
valuable information regarding the relationship between crys-
tallization time, crystallization temperature, and molecular
weight for synthesized PHB. High molecular weight PHB
requires more time to crystallize during cooling, resulting in
low values of crystallization temperature and the lowest
degrees of crystallinity among the tested samples.134

These examples demonstrate how a change in structure can
affect other PSPP relationships, such as the properties of PHAs,
which are described in the following section. In general, the
qualitative trends of the chemical, copolymer sequences, and
morphological structure and their effects on various PHA pro-
perties are known to some extent given monomer chemistry and
composition. However, a fully comprehensive quantitative struc-
ture–property relationship for PHAs relating their chemical syn-
thesis to their structural characteristics and performance over a
wide range of chemistries have not yet been fully established.
This represents an exciting area of future research.

3 Properties of PHAs
3.1 Overview of PHA materials properties

When investigating the properties of PHAs, researchers must
inherently bring the interconnected nature of PSPP relation-
ships for PHAs as a complex biopolymer into consideration. As
a candidate alternative to conventional plastics, the biocom-
patibility, degradation rate, thermal processing and melting
temperature ranges, elasticity, mechanical strength and dura-
bility, and molecular permeability rates are all properties of
interest in different established applications.1 In addition, the
optical properties of PHAs, such as chirality, opacity or trans-
parency, may also be considerations depending on the specific
target performance demands.102,135 PHAs are highly biocom-
patible and exhibit fully degradable and compostable (even in
non-industrial composting facilities) behavior across a variety
of PHA types and in different environments, both environ-
mental and biological.1,17,100,136–138 PHA degradation products
are completely non-toxic, and include water and carbon
dioxide if oxygen is present or other molecules under anaero-
bic conditions.1,102

Recent reviews have extensively detailed the properties of
PHA-based homopolymers and copolymers, including their
biodegradability and degradation rates as reported in experi-
mental literature, particularly in comparison to fossil fuel-
derived polymers.15,69,83 Here, we place these surveyed pro-
perties of PHAs in relationship to their structure, processing,
and potential performance within the framework of the
materials tetrahedron. Efforts to achieve the balance of these
property targets have made the landscape of PHA research a
challenging and exciting field.
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3.2 Thermal properties of PHAs

The thermal property ranges of PHAs showcase the intercon-
nected nature of the materials tetrahedron for PHAs. Specifically,
the glass transition and melting temperatures of PHAs are two
well-investigated properties that are critical for compatibility with
existing polymer processing equipment, long-term scalability,
and ultimately, commercial viability.45,86 However, thermal pro-
perties have also been previously shown to be a hurdle for scal-
able manufacturing of PHAs.140 Three of the most important
established and thoroughly-studied properties of PHAs are sum-
marized in Table 1 as well as in Fig. 3, that include glass tran-
sition and melting temperatures along with mechanical pro-
perties such as elastic modulus (E) that will be further discussed
in the mechanical properties discussion later in this section.1,45

In general, PHAs have melting points comparable to other
well-known polymers such as PLA and polycaprolactone (PCL).
PCL is well-established as a petrochemical-derived polymer
that is biodegradable. PLA is also established as a bio-based
polymer that is compostable in industrial facilities. However,
the melting points of PHAs in general are typically lower com-
pared to more conventional polymers such as PET, PS, or
Nylon-6,6, as a result of their structure.141 PHAs also have gen-
erally low glass transition temperatures, for instance compared
to PLA (but still higher than that of PCL), as shown in
Table 1.135,142 PHB is usually highly crystalline at room temp-
erature: up to 95% in some reports, but commonly observed
with a degree of crystallinity closer to the 50–80% range.27

Inherently, PHB also has a narrow melting temperature
range of 160–180 °C, but typically close to 170 °C within the
range of the melting temperature of PLA and higher than that
of PCL, with a low glass transition temperature between
3–15 °C.1,27,27 Changes with respect to these values based on
structure and composition changes are visually depicted in
Fig. 3, particularly in panels a–c. It has been noted that signifi-
cant degradation and molecular weight loss occurs when pro-
cessing PHB above its melting point, that leads to difficulties
using PHAs with conventional methods and equipment such
as hot presses or extruders.40,143–145 A comprehensive quanti-
tative relationship between the copolymer ratio and both the
thermal and mechanical properties in isolation have been pre-
viously established and prepare a framework for a more holis-
tic understanding of the PSPP link between structure and
resulting thermal properties.77,102,141,146

Adjusting side chain length and copolymer ratios is a balan-
cing act for the desired application for the PHA to manage the
properties and processing compatibility of the material. The
design tradeoff is often applicable also in the case of overall
biocompatability. A recent literature survey by Turco and col-
leagues has explored how the flexibility and processability as
well as thermal stability of PHB can be tuned by adjusting
PHB-PHBV copolymer ratios.147 For instance, differences in
the size of the repeat unit (scl vs. mcl PHAs) were shown to
affect both the crystallinity and the glass transition tempera-
tures of copolymer PHAs. In the case of PHB-mPHA blends,
the review explored how longer chain PHAs were more likely to

Table 1 Thermomechanical properties of PHAs compared with selected conventional polymers. The selected seven fossil fuel-based commodity
plastics accounted for 75.1% of Europe’s yearly plastic production in 2020.153 Elongation at break here is the same as strain at break (%). Property
values are listed in a range of averages over the entries in the literature sampled and the PolyInfo repository at standard conditions for available
materials

Polymer Tg (°C) Tm (°C)
Elongation
(Strain) at Break (%)

Young’s
Modulus (MPa) Ref.

Biopolymers
PHB 3–15 160–182 2–8 1100–4000 1, 56, 70, 148, 150 and 155–158
P4HB [−51, −47] 53–61 697–1000 104–181 1, 27, 56 and 159–161
P(HB-co-20%HV) [−6, −1] 100–145 20–50 700–2900 1, 56, 70, 150, 155, 156 and 162
P(HB-co-26%HP) [−20, −8.1] 77–85 634–650 227–300 1, 163 and 164
P(HB-co-10%HHx) [−7, 6] 127–160 240–400 500–900 1, 56, 72, 144, 152, 155, 161, 165 and 166
P(HB-co-17%HHx) [−2, 6] 120–147 50–200 160–300 1, 56, 72, 144, 152, 155, 161, 165 and 166
P(HB-co-47%HV-co-16%4HV-co-)
15%HHx-co-2%HO

[−15, −5.5] 118–155 1000–1089 110–390 1, 70, 72, 144, 152, 155, 161, 165 and 166

P(HO-co-36%DO) [−44.5, −4] 126–153 40–70 190–220 1, 69, 70, 153, 155 and 167
PLA 50–80 130–200 7–20 1200–2700 43, 162 and 168–170
PCL [−67, −60] 56–60 120–1000 15–400 1, 70, 162 and 168–171
Conventional polymers
LDPE [−100, −36] 88–130 300–600 200–670 1, 43, 70, 162 and 168
PP [−20, −10] 160–176 50–160 1600–1950 1, 43, 70, 162 and 168
PET 67–81 253–260 65–230 2200–9350 43, 70, 162 and 168
PVC 80–87 100–260 12–32 300–2400 70, 162 and 168
PEN 100–120 268–270 42–50 106–2310 70, 162 and 168
PS 98–100 210–255 2–4 1600–3100 70, 162 and 168
Nylon-6,6 47–70 220–570 61–110 1300–4200 70, 162 and 168

PHB: poly(3-hydroxybutyrate); P4HB: poly(4-hydroxybutyrate); PHV: poly(3-hydroxyvalerate); P4HV: poly(4-hydroxyvalerate); PHP: poly(3-
hydroxypropionate); PHHx: poly(3-hydroxyhexanoate); PHO: poly(3-hydroxyoctanoate); PD: poly(3-hydroxydecanoate); PDO: poly(3-
hydroxydodecanoate); LDPE: low-density polyethylene; PP: polypropylene; PET: polyethylene terephthalate; PVC: polyvinyl chloride; PEN: poly
(ethylene 2,6-naphthalate); PS: polystyrene.
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have lower melting temperatures. In addition, the longer chain
PHAs were also shown to exhibit more amorphous regions and
faster overall hydrolytic degradation rates. This was explained
to be due to the amorphous regions being more susceptible
regions of a semicrystalline polymer to hydrolytic attack and
subsequent degradation.147

Copolymerization of PHB with other PHA materials, across
the short, medium, and long-chain length scales can signifi-
cantly alter the thermal properties of the overall material. Kim
and colleagues have recently reported double melting peaks
on differential scanning calorimetry (DSC) scans of PHBV
copolymers when assessing the melting point and crystalliza-
tion properties of the polymers for an enzymatic degradation
study.148 The splitting of the peak was linked to the two dis-
tinct melting temperatures for the PHBV copolymer. The
authors discussed how previous investigations have reported
differences in crystallite lamellae thicknesses between PHB
and PHV, leading to distinct phase separations in the crystal-
line ordering of the PHBV overall copolymer.148

Specifically, long PHA polymer chains that have well-
ordered, thicker lamellae, and high crystallinity up to 80% –

such as monomeric PHB – have demonstrated higher melting
temperatures, whereas PHV with its sterically-hindering
additional numbers of carbons in the side chain leads to less
well-ordered chains with thinner lamellae and lower melting
temperatures.148 This observation in the distinct melting
temperatures of PHA copolymers that can be adjusted by copo-
lymer ratios can be further explored and exploited to tune the
overall thermal properties of copolymerized PHAs for specific
temperature ranges.

Either by copolymerization or blending with other addi-
tives, adjusting the copolymer structure of PHAs can signifi-
cantly improve thermal stability while maintaining both the
degradability and mechanical properties. In terms of adjusting
PHA-PHA copolymer ratios to affect the properties, generally
increasing HB content can increase the glass transition and
melting temperatures that generally enhance the strength,
while increasing the HV content increases the thermal
processability,56,149 as shown in Fig. 3. This trend contributes
to its performance in many applications, and has been shown
to also affect the overall degradation rate in both hydrolytic
and enzymatic degradation environments.149

Fig. 3 An overview of variations in specific materials properties with respect to changes in structure, mole fraction, and molecular weight. (a) Plot
showing changes in glass transition temperature with increasing number of carbons in both linear (left) and phenyl-capped (right) side chains. PHAs
are displayed on the horizontal axis and increasing number of carbons in the side chain are indicated from left to right. Reproduced with changes
from ref. 139 with permission from the Royal Society of Chemistry: Physical Chemistry Chemical Physics publishers, copyright 2020.139 (b) The
relationship of glass transition temperature to mole fraction of 3-hydroxybutyrate (3HB or HB) in PHBV. (c) The relationship of melting temperature
to mole fraction of HB in PHBV. (d) Plot demonstrating the relationship of Young’s Modulus to mole fraction of HB in PHBV. In panels (b–d),
increased size of circular data point indicates an increase in molecular weight. The data for panels (b–d) has been adapted from the Royal Society of
Chemistry publishers, copyright 2020.139

Review Polymer Chemistry

244 | Polym. Chem., 2025, 16, 235–265 This journal is © The Royal Society of Chemistry 2025

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

5 
O

ct
ob

er
 2

02
4.

 D
ow

nl
oa

de
d 

on
 3

/1
5/

20
26

 1
:1

1:
04

 A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4py00623b


Recent reports have shown that by working with additives
such as starch or lignin, or grafting and block copolymeriza-
tion with other biopolymers such as PCL, polyethylene glycol
(PEG), polymethylmethacrylate (PMMA), and PLA, more expan-
sive results can be achieved to tune the thermal property
ranges in tandem with the degradation rate,26 biocompatibil-
ity,149 and mechanical strength.43,75 However, further detailed
research involving structural analyses coupled with degra-
dation studies may be necessary in evaluating the weight-to-
polymer breakdown ratio in these PHA blended materials to
ensure that the overall material is fully degrading, rather than
just the PHA components degrading alone. It is well-estab-
lished that the molecular weight,150 dispersity,151 and overall
chemical composition152 have all also been shown to affect the
thermal properties of polyesters and PHAs specifically.

3.3 Mechanical properties of PHAs

The mechanical strength and durability of PHAs are very
important for the overall applicability of PHAs as general com-
modity plastic alternatives or for biomedical applications to be
able to meet the physical and structural integrity demands of
the desired application. These diverse applications and prop-
erty value requirement ranges may vary from disposable food
packaging and single-use cutlery needs to bioresorbable
sutures and hard tissue regeneration scaffolding.1 With an
ultimate goal of tuning the mechanical properties of PHAs for
them to serve as acceptable alternatives to other less compo-
stable or less biocompatible materials such as PLA, PS, PVC, or
LDPE, it is important to be aware both of the structural
changes as these property values are targeted as well as their
ability to meet intended performance value ranges.56,100

The mechanical property ranges of PHAs further demon-
strate the complex structural dependence of the material and
the need for PSPP-relationship focused property tuning to
meet specific performance demands. Depending on the length
and composition of the monomer units, PHAs have demon-
strated a broad spectrum of mechanical properties. These can
range from extremely soft, amorphous, and ductile mcl- and
lcl-type PHAs such as poly(3-hydroxyoctanoate) (PHO) or poly
(3-hydroxydodecanoate) (PHD) to the brittle and crystalline scl-
type PHAs such as PHB or the very soft, yet still scl-type
PHV.1,171

Due to its highly crystalline linear structure, PHB has not
only a low glass transition temperature and narrow melting
temperature window, but it is also highly brittle and stiff com-
pared to other thermoplastics such as LDPE, and behaves
mechanically more on the order of isotactic PP, PS or PET,
with lower strain rates at failure.140,141,171 It is also more hydro-
philic than PET, resulting in higher water absorption, that can
be utilized in tandem with its inherent mechanical properties
for changing the structural integrity of the PHB product.147

Discussion on the effects of crystallization on the mechanical
properties of PHBV copolymers have proposed that the amor-
phous polymer chains are restricted by two subsequent crystal-
lization events after solidification from melt processing.1,82

These effects were found to be mitigated through the addition

of nucleation agents to reduce the cracks that form in the
brittle crystalline structure of PHB spherulites created during
the melt processing stages.1

Commonly used measures of mechanical properties that
have been established in the literature for PHAs include
tensile strength at break (σb), tensile strength at yield (σy) and
elongation at break (εb).

45,171 Table 1 provides a quantitative
comparison of common PHAs along with a comparison to con-
ventional polymers as a reference to their mechanical pro-
perties in addition to their thermal properties. The mechanical
strength and durability of PHAs tend to be either comparable,
or on the lower end of the performance range, when compared
to more established polymers such as PLA and PCL.43,140,172

Comparisons are often made between PHAs, as listed in
Table 1, and PLA, which itself is a typically glassy and strong
but brittle polymer (Young’s modulus around 1200–2700 MPa
and elongation at break around 7–20%) or more conventional
polymers such as PP, with a Young’s modulus and elongation
at break falling within the ranges of approximately 1600–1950
MPa and 50–160%, respectively.173–175 For employing PSPP-
focused co-design principles, the idea that changing the pro-
perties of PHAs should be studied not just in isolation but in
tandem with their structural features, both thermal and
mechanical properties, and future processing conditions is
paramount.

For instance, blending and copolymerization with other
materials is a widely used approach to achieve both broader
thermal property and mechanical property ranges. These pro-
perties are significantly altered with increasing copolymer
ratios such as increasing HV content.1,147 The crystallinity of
PHBV copolymers has been shown to decrease with increasing
HV content, which in turn leads to decreased melting and
glass transitions temperatures, increased strain at break, and
reductions in elastic modulus.1 PHBV also has a high elonga-
tion at break, in the range of 45–1080% with increasing HV
copolymer ratio.109 Increasing number of carbons in monomer
building blocks has been demonstrated to significantly affect
the mechanical properties of PHA copolymers. In one recent
report by Sohn and colleagues, the HHx monomer was shown
to reduce the melting temperature of the copolymer while
increasing the elongation at break.109 The resulting polymer
demonstrates improved strength and flexibility through the
incorporation of HHx monomers.109

It is important to highlight here that every change in PHA
properties due to copolymerization or blending in order to
yield a desired final property range inherently builds in down-
stream processing compatibility changes, such as decreases
in viscosity and molecular weight under extrusion.171,176

The addition of non-PHA polymer chemistries has also
can change the properties of hybrid PHA blends. These
changes can in turn affect the processability and potentially
also alter the degradation rate of the PHA, making it more
or less degradable. Examples of other types of natural
materials incorporated into PHA blends include corn starch,
wood flour, glucose, cellulose or nanocellulose, nanoclay or
nanominerals.75,76,79,83,177,178 Blending of PHAs with other
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polymers such as PCL and PLA will be discussed later in this
review in section 4.2.

As a general trend, across structural and copolymer changes
in both scl- and mcl-PHA types, there is a distinct tradeoff
between the strength of the PHA and its ductility.45,149

Blending can increase the elastic modulus of PHA materials
while maintaining high levels of elongation at break, such as
for P(HO-co-DO) and P(HB-co-3HHx), the latter of which has
been shown to maintain an elastic modulus comparable to
some types of PVC, while maintaining a much higher elonga-
tion at break and lower glass transition temperature (Table 1).
The structural differences in these blends, grafts, and block
copolymerization with other polymers (including other PHAs)
has not been demonstrated to alter the physical structure of
the PHA, but rather the more mechanically durable block or
component of the polymer may end up bearing more of the
mechanical stress during shear, resulting in a strong and also
degradable material.65,100,179,180 PHA blends are discussed in
further detail in section 3 of this review.

There is also a high degree of variability in the mechanical
properties of PHAs as a function of crystallinity. This is a very
important structural characteristic of the material and can be
altered in a circular manner by the processing, and potential
recycling of degraded PHA for feedstock in new PHA
materials.26 Not only has the crystallinity been shown to affect
the strength and durability of the PHA, but previous work has
shown that % crystallinity of the material also impacts the
degradation rate.100,179 The mechanical properties have also
been shown to change with respect to crystallinity, with a
higher percent crystallinity being associated with more brittle
behavior (higher elastic modulus, lower percent elongation at
break) and vice versa.172,181,182

These relationships between the properties of PHAs and the
crystallinity of the material are still being explored. For
instance, one review by Kalia and colleagues describes in
detail the use of additives such as nucleating agents to
increase crystallization, stabilizing agents such as antioxi-
dants, and plasticizers such as glycerol and sorbitol to improve
the mechanical strength of PHAs while retaining its original
degradation rate.86 This work has helped establish the explora-
tion of the properties of PHAs with consideration to crystalli-
nity as an open area for future research.86

3.4 Gas permeability of PHAs

The importance of the interconnected nature of PSPP relation-
ships in PHA design are also highlighted by the molecular
migration rates, water solubility, and diffusion barrier pro-
perties. These properties are critical components of PHA bio-
degradability, particularly relating their susceptibility to hydro-
lytic degradation and environmental factors such as humidity,
moisture, and other conditions.4,48

Studies of the barrier properties of PHAs are of particular
importance. Due to their non-toxic degradation products,
PHAs have a unique advantage to seal food and other consu-
mer goods in strong barriers without the need for long-term
degradation rates, industrial composting facilities, and

without harmful migration of decomposition products.
Studies have reported these trends for PHAs while the
materials are able to maintain similar water permeability
values to traditional plastics such as PVC and PET.4,135,142,183

The full molecular permeability and migration rates of water
vapor, oxygen, and carbon dioxide have been previously
reviewed in depth by Naser and colleagues, as well as other lit-
erature surveys and repositories.1,4,102 However, there remains
more to be explored in future work from the PSPP design per-
spective for PHAs to fully articulate and quantify connections
between their structure and performance.

The nascent commercial space for reliable and environmen-
tally-friendly single use food packaging and wrapping is
increasing.70,183 Some essential properties of these barriers
include low oxygen and carbon dioxide permeability, low water
solubility, and strong resistance to moisture to prevent spoi-
lage and exposure to bacteria.157,184 For fresh fruit and veg-
etables that require respiration as part of their storage, bio-
derived film plastics have been shown to have a higher mole-
cular migration rate than commercial plastics films, making
them uniquely advantageous by removing the anaerobic
environment that seals foods when conventional plastic wrap
is used.185

PHAs in particular possess relatively low oxygen, nitrogen,
and carbon dioxide permeability rates. PHAs also generally
display high methanol and water vapor permeability
rates.113,135 In general, the semicrystalline chemical structures
of PHAs, and PHB specifically, are hydrophobic, one of the
reported rationales for their strong barrier properties. The HB
and HV components of PHBV copolymers have been observed
to have similar hydrophobicity values overall.1,4 It has also
been shown that as HV content increases, there is a resulting
decrease in crystallinity in PHBV copolymers.185

In addition, PHAs have the ability to out-perform other bio-
derived materials such as PLA in protecting the desired
product from environmental elements while not compromis-
ing on overall degradability.135,142 The water vapor per-
meability rates of both PHB and PHBV, up to 50 wt%, have
been reported to fall within the range of PS and PVC, with
oxygen and carbon dioxide permeability rates far below that of
PP, PS, and PVC.4 One report by Allison and colleagues demon-
strated that in the case of water, the activation energy of films
of PHB was similar to those presented by other semicrystalline,
traditional polymers such as isotactic PP, and the high value
suggested the existence of positive interactions between water
molecules and the polymer matrix itself.23 For other permeat-
ing molecules such as ethanol, propanol, and methanol, it has
been shown that the permeability for organic vapors decreased
as the size of the molecules increased.23

PHAs have been shown to be completely biodegradable in
all environments, including home compost, septic systems,
and municipal solid waste systems, without significant change
to their permeability properties depending on environmental
conditions.135,157 In one test under ASTM D5511 and 37 °C,
70–100% biodegradation of PHBV was achieved relative to the
cellulose control.177 These properties have been discussed to
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arise from the structural and surface property differences in
PHAs compared to other commonly used biopolymers such as
PLA. Potential future studies involving modification of the
inherent properties of the polymer indicate that this is an
active area of ongoing research which can explore many excit-
ing possibilities relating the structure of the PHA to its gas
and moisture barrier properties.186,187

Future work in this area must also seek to understand how
the barrier properties of PHAs and copolymerized PHAs with
other materials may change with long-term storage or shelf-life
degradation, and further quantify how these materials also
change with storage at different temperatures beyond room
temperature. For instance, how the barrier properties of these
materials will change after storage in a hot car, or in the
freezer for an extended period of time to ensure the efficacy
and safety of products at different storage temperatures. These
consumer-use questions are of particular importance to the
commercial development of PHAs as products, but also lead to
significant interest for better understanding the structural
changes taking place in these different temperatures for real-
world use and practicality and how they affect the barrier
properties.

From both functional and consumer aesthetic perspectives,
materials serving as films employed as packaging materials
are expected to possess both UV protection and high transpar-
ency, in addition to their strong barrier properties.188 In one
recent study, Ferri and colleagues blended PHBV copolymer
with hydrophilic additives, up to 10 wt% tannin concentration,
using solvent casting to prepare films to be stable at shelf,
refrigerator, and freezer temperatures.188 These films were
observed to have elastic modulus and tensile strength values
within the same ranges as PLA and PS, and while increasing
tannin content was found to lower film transparency, a com-
promise between transparency and UV protection was achieved
at an intermediate concentration of tannins.188 The anti-
oxidant activities of the blended polymers were also improved
in addition to a decrease in carbon dioxide and oxygen per-
meability. Finally, the PHBV/tannin blend could also deter-
mine ammonia vapor using a color-change indicator that was
investigated for its potential to determine concentration of
ammonia as a food spoilage indicator.188

Previous discussion of how permeation of small molecules
can only proceed into the amorphous regions of a polymer has
lead to some interesting design perspectives. Modifications to
the crystallinity or the free volume of the polymer can also
modify the diffusion paths for the small molecules. In a study
by Genovesi and colleagues, blends of PHB copolymers,
including PHBHHx and poly-3-hydroxybutyrate-co-4-hydroxybu-
tyrate (PHB-4HB), were examined in extruded, cast films. The
study was organized to compare the increasing percentage of
PHB-4HB to monomeric PHBHHx in terms of the oxygen,
carbon dioxide, and water vapor permeability rates.185 The
increased percentage of amorphous PHB-4HB copolymer in
the PHBHHx blend contributed an increased oxygen per-
meability rate.185 While improving the mechanical properties
of films or altering the thermal processing range of PHAs, sig-

nificant changes to the gas permeability rates may also occur,
and they must be taken into consideration when optimizing
the performance of these materials.

These findings are important to establishing a relationship
between the structural elements of PHAs. This relationship
affects many interconnected property and performance
metrics from a PSPP co-design perspective. Future studies will
continue to explore these established relationships, particu-
larly focusing on relating these rates in a quantitative way to
the overall degradation rate of the material for long-term shelf
life stability.

The full suite of structure–property relationships relating
side chain length, polymer backbone, chemical nature of func-
tional groups, morphology and stereochemistry to their physi-
cal properties is still a relatively new concept in biopolymer
design. In particular, connecting these elements together for
bio-derived polymers and understanding the PSPP relation-
ships in the specific context of PHA design establishes a sys-
tematic approach for potential future studies. Further struc-
ture–property related research investigating their tunable
physical properties, such as thermal and mechanical perform-
ance, surface features, crystallinity, amphiphilicity, and degra-
dation rates is required to investigate the full potential for the
PSPP co-design space.

3.5 Structure–property relationship exploration using
machine learning

Although most widely available PHAs (such as PHB) do not
inherently have a favorable combination of mechanical
strength and flexibility desired for certain applications (such
as consumer goods and food packaging), the possible compo-
sitions and copolymer sequence spanned by homo- and copo-
lymers of PHAs in combination with other types of materials
present a truly vast chemical space for future study. Not only
does this paradox represent tremendous potential for improv-
ing these materials and tailoring their properties for the
desired applications, but it also provides an exciting model
material for new computational methods examining the
design and identification process overall.

Identifying and designing PHAs with an optimal combi-
nation of application-specific properties is a daunting chal-
lenge using traditional trial-and-error based methods, given
the diversity of the PHA family.189–192 The burgeoning field of
polymer informatics presents new exciting opportunities in
this direction. In particular, the use of modern data- and infor-
mation-centric approaches has already led to exciting new
opportunities for materials candidate screening.191,193,194 First
principles-based traditional polymer design experiments
involve challenging and resource-intensive property optimiz-
ation experiments during the PHA design process to determine
exact ratios of copolymers of PHAs for desired applications
and testing these novel materials individually.191,195,196

Fortunately, as a result of the advent of the data-enabled
paradigm, researchers now have increased access to larger-
scale, quantitative polymer data. This data has been collected
from individual real-world historical experimental findings
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reported in the literature and other sources such as computa-
tionally generated simulations of property data with uncer-
tainty values.197–199 These resources include such open-access
databases as the Materials Genome Initiative, PolyInfo,
Polymer Genome, PolyBERT, and Khazana Computational
Materials Database projects.200–202

Efforts such as the Polymer Genome project, in addition to
serving as data repositories, also involve pedagogical efforts in
data curation, representation design strategies, and a user-
interface to navigate the data usage and prediction
processes.191,191 Other efforts such as PolyBERT have recently
been developed to include a polymer fingerprinting capability
for chemical structures, using Natural Language Processing
techniques to understand and interpret the structures as a
language itself. This recent project maps the chemical struc-
tures of user-interactive fingerprints to real-world properties
and can be used for scalable architectures including cloud
infrastructures in an exciting new platform.200

Using machine learning (ML) and artificial intelligence (AI)
methods, the tools and techniques made available within the
field of polymer informatics enable development of surrogate
polymer property prediction models.189,193,199 Efforts to
develop ML-enabled methods of polymer property prediction
and polymer design strategies have included automated extrac-
tion of insights and chemical knowledge from data and design
of novel chemistries with a targeted set of properties in several
foundational studies.190,194,195,203,204

For instance, many of the structural, chemical, and physical
features of the polymer may be organized into a ‘polymer fin-
gerprint’194 which relates unique information about the
polymer identity into a ML-readable format. Features such as
electrical conductivity, heat capacity, melting temperature,
lattice parameters, band gap, and more194,204 can be used with
landmark ML techniques such as Bayesian optimization in
combination with models such as random forest regression
and Gaussian process regression that can handle both small
and large sets of non-linear, noisy data to predict or screen for
more than one property.190,195,205,206 The efforts in this area of
conventional polymer property prediction have seen an unpre-
cedented activity and a number of successes in recent years,
with a diverse set of applications ranging from solvent selec-
tion207 polymer dielectrics design for high energy density
capacitors,205,208,208,209 polymer membrane design for gas per-
meability and separation,187 polymer fuel cells and sustainable
energy storage applications,209 and polymer electrolytes design
for Li-ion batteries to conducting polymers design for flexible
electronic applications.209,210

ML-based efforts in this area necessitate the development
of datasets that focuses on unique fingerprinting schemes for
the polymers of interest. These studies work to capture the
detailed atomistic and structural characteristics of the polymer
in the dataset into encoded features that can then be utilized
by the ML model to generate predictions. Using these unique
features of the polymers, predictive models are generated to
map the features to their resulting properties. This approach
has been demonstrated in foundational work by Huan and col-

leagues195 and by Pilania and colleagues for polymer
dielectrics.190,206

In another example, Chandrasekaran and colleagues used
at least four levels of descriptors for the polymer fingerprinting
in their report for conventional polymers. These details range
from atomistic and quantitative-structure–property (QSPR)
descriptors to morphological and higher-length scale descrip-
tors.202 Many different categories of polymers other than PHAs
were investigated in this study, including PVC, polyurea, poly
(acrylates), and various forms of poly(ethylene).202

Other ongoing ML-based investigations of conventional
polymer property prediction include identifying dopant-
polymer conjugation combinations for synthesis, screening
methods for polymer proton exchange membranes for fuel
cells,211 and prediction methods for high temperature, high-
bandgap polymer212 materials using the sequence of chemical
building blocks in the monomer units in the dataset.213 These
studies are representative of the status of many current
polymer datasets available for use today.

Many currently available open-access databases are expan-
sive, detailed, and state-of-the-art, but may be limited in terms
of their inclusivity of biologically-derived polymers such as
PHAs, complex copolymers or polymers combined with addi-
tives, or other biologically produced polymers, or may lack
complex structural or physical feature sets for these polymers.
Future work will ideally continue to expand on these existing
efforts to include PHA biopolymers as well as conventional
polymers in these highly detailed fingerprinting analyses, and
also to include other property values for biopolymers that may
be scarce such as a complete profile of optical activity, electri-
cal, thermal, and mechanical properties where available.

Moving beyond the scope of conventional polymers, recent
work has also been completed to expand into the biopolymer
property prediction space using ML. These investigations have
specifically investigated PHA polymers and other biopolymers
using ML. In a study by Li and colleagues, the spectroscopic
data of PHB production was used to develop a predictive
model for understanding how much PHB may be produced
biologically from corn stover.214 Investigations of PHA poly-
mers have been completed using molecular fingerprints to
predict glass transition temperature using deep neural net-
works,215 and expansions of this prediction of PHA glass tran-
sition temperature into both the PHA homopolymer and copo-
lymer space.216 In addition, molecular dynamics simulations
for predicting glass transition temperature have been gener-
ated in several studies77,139,216 and generating both glass tran-
sition and melting temperature predictions together.150

Examples of the polymers explored in these ML investigations
include PHB and copolymers of PHB.

Other recent studies using ML for PHAs include predicting
melting temperature and glass transition temperature in PHA
homopolymers and copolymers, and have used many different
ML techniques such as neural networks.217 For small datasets
or those with many detailed features or noise in the data,
other well-established algorithms such as random forest
regression, support vector regression, gradient boosting,
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K-nearest neighbors, and polynomial and linear regression to
generate the predictions have been shown to be very
effective.150,218 Other polyester family members may be
included in these studies to help with structural and physical
characterization and performance improvements such as poly
(butylene succinate), which may not necessarily be bio-based
or biodegradable.218

The thermal properties of PHAs are inherently related to
the polymer structure, and provide valuable insights into the
structure–property relationship of the PSPP tetrahedron
through ML. For instance, Bejagam and colleagues developed
a multi-objective optimization workflow in addition to the
property prediction model that also examines uncertainty
quantification in specific formulations of PHAs, which may
have less data available to contribute to the model.150 This
study also examined wide composition ranges of PHB and
copolymerized PHBV, as well as more complex mcl and lcl
PHAs. Using results such as these, synthesis and characteriz-
ation studies may be planned using these ML models to
examine uncertainty in a more efficient workflow.

However, these implementations may be data-hungry and
necessitate long periods of manual dataset cultivation, particu-
larly for less common or custom variations of PHAs. One study
by Gurnani and colleagues has begun these efforts to explore
more efficient data-enabled prediction and screening methods
using multi-task neural networks, such as using ML itself to
learn the important features of a given dataset from a polymer
repeat unit.210 This is in contrast to inputting the features
manually, to minimize the time necessary to decode the fea-
tures by hand.210

Despite the aforementioned activity in the area for ML-
assisted functional polymer design for conventional polymers,
applications of data-enabled methods in the field of biologi-
cally-derived polymers, including PHAs, have been rather
scarce overall. A recent study by Kuenneth et al. represents a
notable exception in this regard, which we detail here as it
relates to the quantifiable nature of PSPP relationships.219 The
goal of the study was to identify bioderived and biodegradable
PHA-based alternatives for seven of the most widely used con-
ventional petroleum-based consumer plastics.

To accomplish this goal, the authors relied on a curated
multi-property polymer dataset containing nearly 23 000 data
points for 13 different properties (including thermal, mechani-
cal and transport properties) to develop surrogate property pre-
diction models.219 The dataset, spanning over a chemically
diverse set of 15 344 homopolymers and 7512 copolymers, was
employed to train and validate state-of-the-art multi-task deep
neural networks to make accurate predictions of the target pro-
perties.219 As an example, Fig. 4a–d compare the prediction
performance of the trained model with the corresponding
experimental measurements for different mechanical pro-
perties, namely, Young’s modulus (E), tensile strength at break
(σb), tensile strength at yield (σy) and elongation at break
(εb).

219

Subsequently, a truly large prediction dataset containing
nearly 1.4 million PHA-based polymers was enumerated to

screen and propose candidate replacement polymers exhibit-
ing a property portfolio similar to any of the seven mainstream
polymers.210,219,220 Property density profiles, for a selected set
of selected thermal (glass transition temperature Tg and
melting temperature Tm), mechanical (E, σb and εb) and trans-
port (molecular permeabilities for O2 and CO2) properties,
computed over the entire prediction set of bioplastic candi-
dates are depicted in Fig. 4e, along with the experimentally-
measured properties of the seven mainstream polymers shown
by triangles.

Many conventional polymers fall at the high-end range of
the spectrum of properties that PHAs may fall into. In some
cases, only a small fraction of PHAs and PHA-based polymers
exhibit a compatible range of properties to adequately replace
conventional polymers, and sometimes this is achieved by
pushing the polymer to its physical limit.219,221 This highlights
the difficulty in identifying suitable replacements for the con-
ventional polymers using the traditional trial-and-error-based
approach, further emphasizing need for advanced polymer
informatics approaches.189

With the property profiles available over the entire candi-
date set of 1.4 million compounds, a nearest neighbor search
(within the target property space) was used to find several
closest replacements for each of the seven conventional poly-
mers.219 Moreover, in each case, the predictions were made for
both PHA-only as well as PHA-conventional hybrid copolymers
and their possible synthesis routes were discussed.219 As an
example, Fig. 4f–l present qualitative graphical pairwise simi-
larities between the property profiles of the identified top bio-
replacements (PHA-PHA and PHA-conventional hybrid copoly-
mers) and the conventional polymers in the form of radar
plots to demonstrate that the identified replacements indeed
exhibit similar sets of properties with respect to the experi-
mental properties of the targeted polymers.219

While follow up experimental studies would be required to
assess and validate these predictions, this study clearly
demonstrates how informatics tools can help expedite design
and development of bioplastics with improved thermomech-
anical and transport properties for better performance in
specific applications. This study builds on other work within
recent years in this rapidly accelerating field.192,219 Moreover,
the approach can be readily extended to other polymer classes
and augment conventional empirically-based design
approaches by guiding the way to more targeted experiments,
fewer experimental trials, or shorter times to market. This
approach has potential for reducing the overall cost of PHAs.
These recent activities in the field have demonstrated the
ongoing enthusiasm and rapid acceleration of research scope
in ML-assisted property prediction for polymers in general,
and biopolymers such as PHAs in particular.

There are additional promising advances in the polymer
informatics ecosystem in development. To help to establish
foundations for building future ML-based property prediction
and screening techniques, a recent report from Sahu and col-
leagues has provided an open-access Python toolkit using sim-
plified molecular-input line-entry system (SMILES) strings of
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the polymer repeat unit as the primary input to tune the para-
meters of prediction and manage computational costs.222

Further research in this landscape has worked to harness exist-
ing ML techniques such as natural language processing to
more efficiently build datasets such as PolyBERT as previously
described, opening the door for future studies to continue to
expand on these efforts.200,223 PolyBERT serves as one model
for future studies that may take this foundation one step
further to utilize autonomously-generated datasets of PHAs
and other bio-derived polymers or naturally occurring poly-
mers such as cellulose, starch, lignin, and others.

Providing a detailed framework for biomaterials for
researchers unfamiliar with Python or other programming
languages is a difficult task, but Meyer and colleagues have

recently created a toolkit to familiarize researchers with basic
ML techniques and how to implement them.224 The toolkit
also provides an open-access tutorial Python coding script
with the Google Colab platform. This approach is tremen-
dously helpful for both data scientists and experimentalists
alike to guide future studies.224 Not only is this a useful toolkit
for advancing the field, but the design-build-test-learn para-
digm outlined in this work also is a helpful way of understand-
ing how ML can relate to biomaterials science and design.
This represents one example of how the PSPP tetrahedron
framework may be applied to implementing data science prin-
ciples for furthering PHA study.

Another recent effort in the polymer informatics ecosystem
by Chen and colleagues has further articulated current data

Fig. 4 A representation of experimental and predicted properties of polymers using ML. (a–d) Parity plots of experimental measurements of a given
property with respect to the ML predictions for that property, with root-mean squared error (RMSE), mean absolute error (MAE) and R-squared
values listed on each panel (elastic modulus, stress at break, strain at break, and yield strength, respectively, clockwise from top left panel) (e)
Density profiles for individual materials properties (including glass transition temperature, melting temperature, Young’s or elastic modulus, stress at
break, elongation or strain at break, and the gas transport and barrier properties of oxygen and carbon dioxide, respectively from top to bottom)
computed over an entire dataset for prediction of bioplastic candidates. Missing x-axes beyond a certain cutoff indicate zero predicted property den-
sities over those property ranges. Triangles represent the experimental property ranges of each of the seven commodity plastics listed in the bottom
of the panel. (f–l) Property radar charts for each commodity plastic. Triangles with solid lines show the experimental properties. Circles with dashed
lines and diamonds with dotted lines indicate predicted properties of the bio-replacements for the copolymer subgroups of PHA-only and PHA-con-
ventional polymers, respectively. Reproduced from ref. 219 with permission from the Creative Commons Attribution 4.0 International License and
Springer Nature publishers, copyright 2022.219
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acquisition and management strategies, polymer representa-
tion and prediction schemes, and given specific examples of
successful implementations of property prediction and lab-
based synthesis executions in the areas of polymer mem-
branes, lithium ion batteries, and capacitors.189 To echo these
exciting discussions, the use of experimental-data and simu-
lation-generated data in a structured and findable, accessible,
interoperable, reproducible (FAIR) manner is critical to enable
more complex, realistic, and reliable ML-based screening tools
which are repeatable by the community. A seamless inte-
gration of both computational and experimental workflows
that integrate domain knowledge into experimental design will
help to advance this area of ML development.189,225 Creation
of user-friendly interfaces for experimentalists to report lab-
acquired data will be helpful for streamlining the dataset
development process in the future. Continued collaboration
and discussion between experimentalists and data scientists
will push the polymer informatics ecosystem forward.

4 Processing of PHAs

Processing in materials science is a broad term that encom-
passes the different ways a material may be changed after
initial synthesis.226 For polymers, this term may describe a
variety of approaches ranging from primary processing such as
synthesis, extraction, and purification of the raw polymer to
secondary processing such as extruding, casting, spinning,
annealing, or blending the polymer into a suitable commercial
product.52,226 In this section, we will consider both the differ-
ences in molecular weight and properties in: (1) PHAs of iden-
tical chemistry that undergo different physical processing
steps, and (2) PHAs that have been blended to create compo-
sites with other materials. The latter will serve as the main
focus of our present processing discussion due to this being
the current most widespread method for tailoring the pro-
perties of PHAs after synthesis.83,168 Both topics also offer a
huge range of potential for future research and exploration
and are both similarly relevant in the commercial space, par-
ticularly for future research in which models of polymer pro-
cessing suitability conditions may be developed with ML.

4.1 Processing of PHAs by chemical, thermal, and
mechanical methods

The processing history of the material can directly impact the
molecular weight and materials properties of two PHA poly-
mers with the same structure and the same copolymer
ratio.80,169 These processing steps may include methods com-
monly used with conventional polymers such as solvent
casting or drop casting, extrusion, electrospinning, and hot
pressing PHA granules.119,141,144,227 The extent of the differ-
ence between the final properties of the material will vary
depending on the depth and variety of the processing history
it is subjected to, as well as the conditions the material experi-
enced during the collection of the material from the bioreactor
or other synthesis source.144,227 Both of these processing

history stages must be taken into account when examining the
resulting properties.

Solvent or solution casting is one of the most widely used
processing methods to create PHA films.228–231 In this
approach, raw PHA granules are dissolved in an organic
solvent and cast into a mold to prepare films of varying
thicknesses.230,232 Chloroform is one of the most common sol-
vents used for solution casting and glass molds are also one of
the most typical mold types used in laboratory settings.230,232

Solvent casting can be used exclusively or in combination with
another processing technique, such as electrospinning or hot
pressing, the latter of which is common to prepare samples for
mechanical testing.230 Other common fabrication and proces-
sing methods for developing PHA materials, particularly for
packaging applications, include melt mixing, blending, or
other compounding techniques, melt extrusion, compression
molding, and electrospinning (particularly for blends with
cellulose).231

Tanaka and colleagues recently illustrated the combined
processing effects on the properties of PHAs. Solvent-cast films
were heated with a hot press up to 30 °C above the melting
temperature and crystallized isothermally to create narrow
spherulites.232 This method was performed for both mono-
meric PHB, PHB-co-4HB, PHB-co-3HHx, and PHB-co-6HHx and
compared with unheated control films. Molecular weight was
reported to increase up to 279 kDa (PHB-co-3HHx) from
55 kDa (PHB) and 35 kDa (control PHB), and dispersity index
was also shown to increase with the additional processing step
adding the hot press.232 The film thickness and elastic
modulus both increased significantly for hot pressed samples
compared to those that were only solvent cast. The crystalliza-
tion temperature was also shown to decrease by up to 40 °C
above the starting PHB, along with a decreased degradation
rate.232 In other solvent casting studies, drying in an atmo-
sphere saturated with the solvent was used to achieve uniform
mechanical properties and avoid internal stress formations.144

Building on the solvent casting technique, Kang and col-
leagues investigated oxygen plasma glow discharge after
casting PHB films and the subsequent interaction with human
fibroblasts.233 This process can be used to graft polyethylene
oxide onto the film to introduce grafted acrylic acid groups
and immobilize insulin for an attachment and proliferation
study with human fibroblast cells for tissue culture. The
control, unprocessed film and the oxygen plasma cleaned film
were shown to have significant differences in cell attachment
and proliferation due to the changes in hydrophobicity and
roughness on the surface of the material. The prepared film
was found to be similar to that of similarly prepared poly-
urethane and PLA substrates, presenting opportunities for bio-
based alternatives with similar properties.233

In addition to plasma discharge, there has been work inves-
tigating how various other processing steps can improve the
biological compatibility of bio-derived polyesters. Burkhardt
and colleagues recently compared procedures for PHB, PLA,
and polybutylene adipate terephthalate (PBAT) thermal anneal-
ing approximately 20 °C below the melting temperature.234
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This was done to reorganize the amorphous regions of the
semicrystalline polymers into more crystalline zones. The
study examined the warping behavior of the polymers after
steam sterilization at 134 °C, below the melting temperature of
monomeric PHB, and demonstrated how mineral fillers such
as calcium carbonate experienced reduced warping behavior
during the process. In addition, the samples also exhibited
accelerated degradation after steam sterilization.234

This example shows how the PSPP relationships may be
taken into account for design. It represents the results of a
combination of processing methods significantly changing the
structure of the PHA. This change impacts the overall pro-
perties, and can lead to improved performance and biocom-
patibility of the PHA such as in extrusion-based manufactur-
ing. By incorporating more than one aspect of the PSPP tetra-
hedron, experiments may be able to be more efficiently
designed.234

4.2 Processing of PHAs by blending

To overcome the inherent property restrictions of naturally-
occuring PHAs, one approach is to utilize copolymerization
and blending of PHAs with other materials.75,154,243 For
instance, a common method of PHA processing involves
adjusting copolymer ratios of PHA-PHA copolymers during
synthesis or in the initial pellet processing to adjust the
thermal processing window. The overall melting temperature
of the PHBV copolymer is lower than PHB monomer, and
various copolymer ratios of HB and HV experiencing other pro-
cessing histories including extrusion and compression (hot
press) molding have been previously explored.141,145 In an
example, Larsson and colleagues used a twin screw extrusion
device to vary the melt temperature, rotation speed, and copo-
lymer (PHB-co-P4HB) ratios and examined changes in blend
morphology, thermal and glass transition temperatures, and
viscoelastic properties.141 All samples experienced a decrease
in the glass transition and melting temperatures, a decrease in
the crystallinity, and an increase in the dynamic shear
modulus (indicating a more elastic material) compared to the

starting control material.141 A summary of the property
changes that result from blends of PHB with other PHA mono-
mers, other biomacromolecules, and various conventional
polymers are provided in Table 2.

These copolymer ratio adjustments performed by blending
can dramatically change processing a PHA when utilizing exist-
ing conventional polymer processing equipment. This process
ultimately dictates applications in which the material can be
used.151,235 PHAs compatible with existing polymer processing
equipment that can be used for other polymers as well are also
less expensive. For example, monomeric or overly high ratios
of hydroxyvalerate (HV) co-monomer (over about 40%) make
the polymer overly soft, sticky, and unsuitable for processes
such as injection-molding.56,244,245 Therefore, the copolymer
ratio, both with other PHAs and with other materials, is typi-
cally seen as one of the most important processing factors for
PHAs.75,235

In addition to PHA homopolymers and PHA–PHA organized
block or random copolymers, there have been previous PHA
processing studies that have altered the structure of existing
PHA bio-based polymers with other types of biological
materials.76,177 Some examples of such blended materials
include PLA, starch, lignin, and cellulose as blends with com-
mercial or lab-produced PHB to produce new, combined
structures.75,83 Lugoloobi and colleagues utilized a blend of
lignin and PHB developed using Pickering emulsion and
formed films via thermal compression.178 The overall crystalli-
nity of the film was increased as well as the elastic modulus
and tensile strength while retaining a similar degradation rate
to the base polymers, but making it more brittle than either in
the process.178

Valentini and colleagues have explored the influence of
blending with fibrillated nanocellulose on the degradation rate
and thermal properties of PHBHHx.79 The authors produced
the PHBHHx blend via ultrasonication and solution mixing
with an increasing cellulose concentration ranging from
0.5 wt% to 3 wt%.79 Elastic modulus and tensile strength
reached a maximum increase at the 0.5 wt% concentration,

Table 2 A summary of PHB blend schema with other two other PHA monomers, several biopolymer materials, and various conventional polymers.
A brief description of the subsequent properties that are affected in the blend compared to neat, homopolymeric PHB are also provided. This com-
parison provides a high-level trend regarding specific materials altering the physical properties of neat PHB via blending. Properties represented in
the table include: melting temperature (Tm), glass transition temperature (Tg), elastic modulus (E), elongation (strain) at break (εb), gas barrier pro-
perties for oxygen, and crystallinity (Xc)

Blend Materials Qualitative Summary of Property Changes Ref.

PHB-4HB (with PBAT) Decrease in Tm, Xc, increased Tg, εb, and E, and increased interfacial adhesion 75, 141 and 235
PHB-HHx (with PS) Decrease in εb, increase in Tm, increase in opacity 75 and 236
PHB-HHx (with Nanocellulose) Little to no decrease in Tm and Tg, improved thermal stability,

little to no increase in E and Xc

75, 79 and 237

PHB-Lignin Increase in Xc, and E, decrease in εb, Tm, and Tg 75, 76 and 179
PHB-Starch Decrease in E, εb, increase in Tm and Tg 75, 83, 178, 237 and 238
PHB-PLA Increase in E, εb, Tm, Tg, and barrier properties (oxygen) 75, 82, 237 and 239
PHB-PVA Decrease in E and decrease in overall mechanical durability 75 and 83
PHB-PET Little to no increase in E, increase in εb, increase in Tm and Tg 75 and 83
PHB-PCL Decreased Tm, Tg, and E, increased εb 75, 86, 240 and 241
PHB-PS Little to no increase in E, little to no decrease in εb, increase in Tm and Tg 83 and 242
PHB-HDPE Little to no increase in E, increase in εb, decrease in Tm and Tg 83 and 155
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and decreased with increasing concentrations of cellulose, lim-
iting the benefits of incorporating additional cellulose beyond
that point. No influence on the thermal properties or degra-
dation rate was observed with the addition of the nanocellu-
lose.79 These studies highlight the need to better understand
and quantify the interactions at the microscopic and meso-
scopic level between PHAs and other bio-based polymers to
develop a more consistent co-design relationship of how the
additional biopolymer affects the structure of the blend.

Studies have explored changes in PHA structure by blending
PHB with other materials, including synthetically made
materials. For instance, biopolymers made by synthetic syn-
thesis reactions such as polyvinyl alcohol, PEG, and PCL have
been blended with PHAs. In addition, more traditional poly-
mers such as PET, PS, and HDPE have also been blended with
PHAs, and each has resulted in different biodegradation rates
than the original neat homopolymers by themselves.75,141,235

These blending approaches aim to keep the original degra-
dation profile of the material consistent without sacrificing
the changes to the physical properties achieved through blend-
ing, such as mechanical strength and thermal stability.
Enhancing the overall materials properties such as durability,
elasticity, or expanding the thermal processing window are
typically aims of blending. Retaining the degradation rate for
specific applications is often also a consideration.48,65,100,179

For instance, Larsson and colleagues blended both homo-
polymeric PHB and block copolymer P(HB-co-4HB) (PHB4HB)
with PBAT using melt extrusion.141 The melting temperature of
the blend decreased with increasing PBAT composition, while
glass transition temperature and shear storage modulus
increased with increasing PBAT composition with a wide range
of variability in sample results. However, there were distinct
phase domains of homopolymer PHB visible in a continuous
PBAT matrix. This result indicated immiscibility. Dicumyl per-
oxide, a compatibilizer, was added in situ during extrusion.
The overall miscibility and blend properties of the polymer
were improved by this addition.141

In another study, Tamiya and colleagues examined a blend
of PHBHHx with PS that were grafted together to make a film
that was shown to be heterogeneous, opaque, and brittle,
showing similar immiscibility between PHAs and synthetic
polymers.236 However, when modified using propargyl-termi-
nated PHBHHx and azide-modified PS, the films exhibited
improved homogeneity, transparency, and improved elastic
modulus and tensile strength compared to the previous
grafted blend or the PHBHHx alone.236 These processing
studies indicate the need for an additional compatibilizer or
Cu-catalyzed azide–alkyne cyclo-addition reactions. Both of
these methods are very well understood processes, but these
techniques may not always be environmentally sustainable or
economical for scaling up the process in industrial and com-
mercial settings.180

Single-layered PHB monomeric films have often been
shown to be too brittle for mechanical analyses.240 To create a
single-layered homopolymer film, PHB granules were blended
with PCL by solvent casting. The as-cast film was then hot-

pressed in a mold. Comparing untreated controls with the
single-layered PCL film and heat treated multi-layered PHB-co-
PCL polymers, the tensile strength and elastic modulus of the
single layer PCL film was slightly higher, but the multi-layered
copolymer film was shown to be more elastic with a higher
yield at break, indicating shifts in the properties for PHA copo-
lymer films depending on processing history.240 PHAs in
general, and particularly homopolymeric PHB, are often
blended with PCL or other materials in various forms to custo-
mize the thermal processing range, degradation rate, and
mechanical strength of the blend by taking advantage of the
different properties between the materials.86

Investigating potential processing techniques and optional
blending strategies to achieve desired property ranges will be
helpful for future work. A clear next step in developing the
PSPP relationship between structure, properties, and proces-
sing for PHAs is to begin to establish these kinds of holistic
quantitative relationships that connect each of these features.
Some examples have already started to establish a framework
for future investigations. These existing studies include
explorations of film-forming processes and their effect on the
resulting transport properties,239 the structural and property
differences between wet-spun and melt-spun fibers,246 and the
effects of thermal pre-processing steps on molecular weight
changes.243

The physical way the PHA structure is altered during the
processing stage from raw PHA granule to a usable product
form is crucial to developing an understanding of how the
overall materials design process can be streamlined for PHAs
because of the direct impact on the material properties. For
example, exploring the correlations between the number of
carbons in the side chain and polyester backbone, the func-
tional groups within each component of PHA, and how these
factors influence the resulting properties of the material are all
important considerations.

5 Performance of PHAs

The performance of a material is defined as its capability to
meet a given set of requirements to function reliably in a
desired role over a certain period.51 Performance metrics or cri-
teria are often determined by its suite of properties and conse-
quently how well suited the material is for the target appli-
cation.226 In this regard the performance is usually discussed
in the context of a particular application. In the context of
PSPP relationships, many times the performance goal for
PHAs will be to optimize the properties within the current
standards of conventional plastic materials such that the PHA
will serve as an effective alternative.

PHAs are currently most widely commercially produced for
two broad categories of applications: biomedical products and
food packaging or other consumer products.135,183,247 More
recently, developments have also been made for PHA appli-
cations using additive manufacturing to improve their per-
formance.248 This section aims to provide: (1) an overview of
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how PHAs are used in these three major fields, and some
insights into other potential applications that extend beyond
the scope of these three areas, (2) the performance metrics by
which they are evaluated according to their properties and
other PSPP relationships for each field, (3) and finally, present
some opportunities for future research and additional areas of
PHA applicability to continue to increase the performance
potential of PHAs going forward in each field.

5.1 PHAs in biomedical applications

PHAs in biomedical applications are some of the widely
researched areas of applications for PHAs. Biodegradability
and non-toxicity are crucial properties that make PHAs ideal
for use as biocompatible materials that break down in the
body naturally, and relates to their physical structure and
inherent properties. These properties have generated much
excitement for their use in the biomedical field.48,81,86,179

Research on PHAs in various applications ranging from cardio-
vascular, nerve, bone tissue engineering constructs and drug
delivery systems to artificial skin and beyond have been exten-
sively explored. This research has been recently thoroughly
reviewed in several recent reports.86,249

PHAs show other major biological advantages compared
with traditional synthetic polymers in these spaces, with par-
ticular interest in their biocompatibility and low thrombogeni-
city.81 Furthermore, an additional benefit is their degradation
mechanism since the local pH value during degradation of
PHAs has been shown to remain unchanged.118,250 This makes
them well tolerated by cells and the immune system compared
to other clinically used polymers, such as PLA and PCL.81,173

Additional steps as described in the processing section of this
review can further alter the properties of PHAs to tailor their
performance to meet specific demands in these applications.

There are several representative performance metrics for
PHAs as a biomaterial. PHB in particular has been previously
evaluated for its ability to facilitate cell seeding, adhesion, pro-
liferation, differentiation, and promote de novo tissue regener-
ation by Zinn and colleagues.118 In terms of providing physio-
logical support, PHA copolymers have been investigated as a
variety of tissue scaffolds (most notably for bone tissue
engineering).81,250 PHBV-hydroxyapatite composites, for
instance, have comparable physical and chemical similarities
with human bones and serve as an excellent implant candidate
for bone scaffolds and also recently, potential for artificial
tendon composite materials.63,251

Not limited only to these applications, composite develop-
ment of PHAs with bio-glass has also drawn recent research
interest in the effort of perfecting the material for hard tissue
engineering implants, as well as for PHA-bioceramic compo-
sites for bone drug delivery.137,250 In these examples, the
major emphasis is often not on the thermal property proces-
sing ranges of PHAs (although performance related to local
heating or ablation technology has been investigated), but
rather on the trade-off between their degradation rate and
mechanical durability as performance metrics.172

Soft tissue implants and regeneration platforms are also of
particular interest for PHAs, demonstrating the diversity of
potential PHA applications.252,253 Trakunjae and colleagues
have recently demonstrated how the mechanical properties of
PHBHHx can be tuned to eliminate surrounding healthy tissue
modulus mismatch and promote skin tissue regeneration.151 A
survey of recent work examining PHAs in tissue engineering by
Pulingam and colleagues explored PHAs as wound dressing
materials.253 The reported formulations of PHAs include incor-
porated gelatin, collagen, and keratin-impregnated P4HB elec-
tronspun nanofiber meshes and scaffolds. These impregnated
meshes are used to promoted changes in both the hydrophobi-
city of the material as well as in its mechanical properties.
Subsequently, these changes promoted adhesion and prolifer-
ation of murine fibroblast cells during in vivo studies. The
results suggested up to a 35% increase in wound healing over
14 day studies compared to controls.253 In addition, the piezo-
electric effect exhibited by PHAs has also been used for explor-
ing nerve tissue regeneration using PHB scaffolds and induc-
tion of electrical properties by thermal or mechanical
stress.254,255 Additional studies and uses of the piezoelectric
effect in PHB will be discussed in section 5.4.

Other important performance considerations with regard to
using PHAs as a biomedical material is in both their federal
approval for use and encapsulation efficiency.231 The U.S.
Food and Drug Administration provided approval for the use
of PHB in absorbable sutures for surgical applications in
2007.256 This approval marked the progress of PHB meeting
the general standards of accepted performance in medical and
commercial use applications. Applications of PHB in various
biomedical applications have been well-documented since
then.257–260 In terms of their encapsulation efficiency, and
therefore potential to be used as drug delivery agents, miscibil-
ity with various solvents is also an important performance
feature specific to the biomedical use space.250

PHB was previously used to encapsulate a drug for con-
trolled drug delivery, with the aim to adjust the material degra-
dation rate over time to control the release kinetics of the
compound.81,250 In studies to further the development of PHB
nanoparticles to encapsulate the anticancer drug, docetaxel,
Vardhan and colleagues as well as Luo and colleagues have
exploited the hydrophobicity of PHB coupled with poly(lactide-
co-glycolic) acid (PLGA).261,262 The encapsulation efficiency was
shown to increase when a higher percentage of PHB was used,
opening the path forward for future research to expand on
these studies.261

There has been extensive research and reviews published in
the area of PHAs for biomedical use, and it is a rapidly expand-
ing field with a nascent commercial space.253,263 Future
studies can benefit from input regarding a detailed quantitat-
ive PSPP relationship using the wealth of property data that
already exists to optimize PHA materials selection, along with
the incorporation of data science approaches such as ML data-
sets that can utilize or incorporate previously published litera-
ture reviewed for a particular application, such as absorbable
sutures.250
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5.2 PHAs as food (bulk) packaging and consumer plastics

The food packaging, food storage, and disposable products
industries are currently the most extensively studied, economi-
cally viable, and fastest-growing fields for PHAs.57,247 Both
PHB and PHBHHx were approved by the U.S. FDA for food
contact in 2017.274 PHAs have been studied extensively and
commercially used as everyday household disposable items
such as bottles, food wrappers, diapers, pens, cutlery and uten-
sils, and containers.142,183,252,266,275 Flexible PHA packaging
materials, including bags, envelopes, pouches, and wraps
made of easily yielding and deformable materials such as
single-layer films, foils, or paper sheeting that can be filled
and sealed are some other common examples.86,136,266,275 PHA
polymers in food packaging are typically used to surround the
contents completely, securing its contents from gases and
vapors, moisture, and bacterial or other biological effects of
the outside environment. These types of products are used as
a barrier to keep dirt, germs, liquids or gases on one side of
the film. This is an ideal example for utilizing the unique pro-
perties of biodegradable PHAs in consumer applications (sum-
marized in Table 3).57,238,266

There are several important properties and performance
metrics considered for PHAs to be used in food packaging
applications. These applications necessitate good barrier pro-
perties such as a low permeation rate, which is obtained with
a combination of a thin film, low diffusivity, as well as low
solubility and increased crystallinity, which relate to the struc-

ture of the material.238,265 Kumari and colleagues recently pro-
vided a detailed review regarding the current properties of sus-
tainable packaging materials such as PHB and starch-based
polymers.237 Diffusion coefficients generally decreased with
increased HV copolymer content, that decreased the overall
crystallinity.237 The physical barrier properties of PHA films
have also been explored recently using the addition of in-
organic laminar nanofillers such as nanoclays, or organic
nanoparticles of starch and cellulose.237,238

These PHA composite films demonstrated decreased
oxygen, carbon dioxide, and water vapor permeability rates as
compared to LDPE, PP, PVC, and PS controls. These types of
modifications to the structure of the PHA enhanced the barrier
properties compared to the control conventional
polymers.237,238 Note that the low permeability values for
oxygen, carbon dioxide, and water vapor are generally of great
interest when optimizing properties for food packaging, as dis-
cussed in section 3.4. In addition, another performance metric
of interest is the degradation rate of the PHA, without the
resulting toxic byproducts such as microplastics as is the case
with conventional petroleum-based and other synthetic
plastic, or the need for expensive industrial composting facili-
ties as is the case for other commercially available bio-derived
plastic alternatives.57,136,275

All property values for PHAs must fall within the perform-
ance metric ranges for conventional materials in order to be
considered a suitable alternative. PHAs are required to at least
meet or exceed the mechanical strength of the materials they

Table 3 A summary of four main groups of applications of PHAs. For each category of PHA application, several commonly-reported examples and
the associated references are provided

Category Common examples Ref.

Biomedical
applications

Drug delivery and encapsulation devices, bone tissue scaffolding,
wound dressings

48, 63, 81, 86, 118, 137, 151,
172, 179, 249–253 and
258–264

Food packaging and
consumer goods

Single-use or reusable bags, envelopes, pouches, wraps, single- and
multi-layer films, foils, sheets, boxes, disposable cups, plates, and
cutlery

5, 70, 102, 135, 142, 183,
188, 237, 238, 265 and 266

Additive manufactured
PHAs

Fused deposition modeling, selective laser sintering, computer-
aided wet spinning, stereolithography, blended materials for
printing PHAs (PHA blends with poly(urethanes), alginate, lignin,
beeswax, cellulose)

79, 82, 234, 241, 248 and
267–271

Other applications Textiles and wearables, agricultural products (livestock feeds,
mulch crop bags), automotive lubricants, jet and aerospace
biofuels, cosmetic additives, electronic components, paint
additives, biodegradable inks, fire retardants, disposable hygienic
products

1, 28, 39, 48, 69, 83, 102,
239, 263, 272 and 273
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would replace and be at least compatible with the same
thermal processing ranges as the incumbant materials.70,265

This is often the case to assist with ensuring manufacturing
and processing equipment capability for replacing the poly-
mers with PHAs, and for practicality. In a report by Fabra and
colleagues, crystallinity, thermal, mechanical, optical, anti-bac-
terial, and barrier properties were all examined for PEG-PHBV,
PHB, and PHBV films over the course of three months for both
single-layer and electrospun multi-layer food packaging proto-
types.265 Multilayer films became stiffer, less deformable, and
slightly more crystalline with higher barrier properties for
oxygen transport than single-layer films across all samples,
and storage time did not significantly alter these properties.265

Anti-bacterial and anti-viral studies of PHAs in various
applications have been recently comprehensively surveyed by
Ladhari and colleagues.231 These studies have explored the
potential for agents and processing procedures that may be
incorporated into PHA design to enhance performance.
Examples of these steps for anti-bacterial treatment include
plasma cleaning or nanofibers integrated with anti-bacterial
agents. Protonated amino groups, nanoparticles, and other
substances may serve as these anti-bacterial agents.231 This
indicates that the holistic effects and PSPP relationships for
each set of properties and the processing steps leading to the
final commercial product are important to take into consider-
ation when designing food packaging materials using PHAs.

The inherent PSPP relationships of PHAs have provided
several advantages over other competing bio-derived materials.
However, current design challenges such as economic feasi-
bility and commercial scaling for food packaging in particular
still hinder widespread use of PHAs as alternatives to conven-
tional plastic materials. PHA performance as it relates to the
structure, properties, and processing history of the product
may be more thoroughly examined in future studies using ML
and polymer informatics to approach co-design principles in a
more quantitative, comprehensive way. As discussed in detail
earlier in section 3.5, there have been recent efforts towards
establishing a method for multi-property ML predictions
specifically targeted for screening PHAs to compare with other
conventional and other bio-based plastics for common com-
mercial applications.219

To design PHAs and other bio-derived materials that can
reliably perform in the commodity plastics market, the PSPP
relationships must be established in these ways. This type of
research approach, incorporating polymer data informatics
and ML together with real-world experimental validation data,
represents a step forward in the future of streamlining the
design process for more commercially viable PHA design and
development.

5.3 Additive manufacturing of PHAs

One of the most exciting areas of ongoing research in PHA
materials design is in additive manufacturing.248 The existing
additive manufacturing techniques that have been examined
in detail for PHA manufacturing as of 2023 include fused
deposition modeling (FDM), selective laser sintering, compu-

ter-aided wet-spinning, and stereolithography, that are
described extensively in another review with specific PHA
materials and PHA blends highlighted.248 In brief, these
approaches typically use monomeric PHB, PHBV copolymers,
and PHB-lignin blends for stereolithography and FDM, and
PHBHHx for computer-aided wet-spinning.248,267

While PHAs can be currently processed by conventional
polymer processing methods such as extrusion (with some
existing major limitations), additive manufacturing offers
some unique potential solutions to the existing challenges and
narrow thermal processing windows for PHAs. For instance,
one recent study employed fused filament fabrication with
different polyester blends, including PHB, to improve the
thermal characteristics of the material after printing, anneal-
ing, and sterilization, demonstrating significantly improved
mechanical features and durability in the end products.234

One of the most widely-regarded advantages of additive
manufacturing techniques that cannot be easily achieved by
other methods is that it provides the on-demand fabrication of
tailor-made products.268 Particularly in the biomedical space,
additive manufacturing offers means to develop customized
products for tissue regeneration, such as in cardiac tissue, car-
tilage and vascular repair, and wound dressings, in addition to
promising therapeutics for hard tissue regeneration.268

Developing PHAs with additive manufacturing is advantageous
due to this highly customizable nature of the polymer. There
is a wide range of high-resolution geometries, rapid prototyp-
ing for patient-specific needs, and custom property value
ranges that might otherwise necessitate resource-intensive
handmade molds.82

Although there are exciting advantages for using PHAs with
additive manufacturing, there are some environmental chal-
lenges that present opportunities for future research. To be a
fully circular loop for sustainability, the additive manufactur-
ing process requires the use of PHA and other material fila-
ments, inks, and resins, that must utilize the properties of
PHAs in order to be fully biodegradable.82 However, the
energy, computational cost, and other support materials
required by these processes offer other areas for future
research to expand on the sustainability of using additive man-
ufacturing for PHAs.234,267 Many of the other limitations for
additive manufactured PHAs are based on their performance,
that is currently constrained by the inherent structure and
physical properties of the PHA or PHA blend. For instance,
PHB and its copolymers are often limited by their compressive
strength, thermal processing ranges, solubility, and cell
adhesion, cell differentiation and specialization, and cell pro-
liferation rates.267,268

However, there have been novel approaches to overcoming
these limitations while maintaining the benefits of additive
manufacturing that have utilized awareness of PSPP relation-
ships. For instance, Lemos de Morais and colleagues have
described methods in additive manufacturing for biopolymers.
Specifically, a broad scope of research covering the filaments
for raw materials for use in 3D printing, inks, and resins based
on biomaterials or other renewable resources was reported.267
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The discussion of property selection for the starting materials
such as inks and filaments combined with the processing vari-
ables was of particular interest from a PSPP relationship
perspective.

Using methods described in various studies throughout
their report, overall performance of additive manufactured
PHAs were improved compared to neat PHB in solvent-cast
films, particularly with regard to uniformity of the final
material.267 For example, melt blending of PHBV with 20 wt%
calcium sulfate hemihydrate followed by additive manufactur-
ing with an FDM system significantly improved the rigidness
and hydrophilicity of the PHBV scaffolds. These methods
provide an approach to overcoming property limitation chal-
lenges in porous scaffolds for hard tissue engineering.267 The
ability to tailor the geometry of the final products, tune the
mechanical properties, and improve hydrophilicity for cell
compatibility have all been reported as advantages of additive
manufacturing for PHA biopolymers and blends.82 Several
cases of these blends, such as with alginate, lignin, beeswax,
cellulose, and poly(urethane acrylate), have demonstrated
improved performance in specific biomedical
applications.82,269

In addition to blends, composites of PHA materials with
other materials have demonstrated potential in additive manu-
facturing. Novel PHBHHx-fibrillated nanocellulose bio-
degradable composites for additive manufacturing have been
produced and characterized by Valentini and colleagues.79

Composite filaments having a nanofiller concentration of
0.5 wt%, 1 wt% and 3 wt% were then extruded, characterized
and used in fused deposition modeling.79 The presence of
fibrillated nanocellulose did not affect the thermal degra-
dation behavior of the materials, nor were the glass transition
and the melting temperatures influenced.79 This study marked
a promising approach to overcoming the current limitations of
PHA processing by utilizing new polymerization techniques in
combination with other biopolymers (such as nanocellulose
used here).79

Additive manufacturing of PHAs is an emerging field of
study that is rapidly expanding. Within the past five years,
many studies have established specific methods such as fused
deposition modeling to assist in tailoring PHAs and PHAs
blended with other materials to achieve specific mechanical
properties and improve their overall performance, particularly
in biomedical applications. However, these studies have also
highlighted the need for continued investigation to further
connecting the PSPP relationships and expand the field by
continuing to relate the structure of blended PHAs to their pro-
perties with these novel processing techniques.

5.4 Other applications of PHAs

The scope of PHAs for consumer applications is not limited to
the areas of food packaging, biomedical applications, or addi-
tive manufacturing alone. In fact, the use of PHAs continues to
expand into a wide variety of commercial sectors. PHAs have
been studied and utilized in various industrial applications
such as textiles, agricultural products (e.g., livestock feeds and

mulch bags for crop production), automotive lubricants, bio-
fuels for aerospace, cosmetic additives, electronics com-
ponents, paint additives, biodegradable ink for printing dispo-
sable packaging, and adhesives.28,272,273 Studies have also uti-
lized the anti-adhesion and anti-fouling nature of hydrophilic
PHBs to: (1) suppress biofilm development in aquaculture
facilities to decrease bacterial contamination, (2) improve the
sweat-wicking, texture, and degradability of certain textiles and
clothing products, and (3) develop wearable biomolecule
sensors by modifying the functional groups of the PHA side
chain.28,239,263 PHAs with a low viscosity have been used for
injection molding to produce biodegradable diapers and other
disposable hygienic products.28

PHAs are a unique biopolymer material in that they exhibit
a piezoelectric effect not often reported in other polymers
such as PLA or PCL.255,276–278 The piezoelectric effect in PHB
has been well-documented for nearly four decades.279 PHAs
have been investigated for use in components of electronic
devices such as headphones, microphones, and
atomizers.28,48,264 Due to their biocompatibility, PHAs have
also been investigated for potential applications in flexible or
wearable electronics,255,277,278,280 recently for their potential
for nerve tissue regeneration and nervous tissue engineering
as a piezoelectric soft material,254,255,276 and for their bacterio-
static effects.281 These studies build the foundation of this
unique effect in PHAs which may further lead to other interest-
ing applications such as soft piezoelectric devices in measure-
ment tools or characterization equipment with future study.

Recent work has also investigated PHAs as a potential fire
retardant by aiming to improve the thermal properties of
PHBV copolymerized with poly(butylene adipate-co-tere-
phthalate). Combined with metal oxide nanofillers as a stabil-
izer, these copolymers have been shown to display both good
flame retardancy and mechanical properties.28 This is another
exciting and unique feature that distinguishes PHAs from
other types of commercial biopolymers. Finally, other recent
studies have included exploring PHAs for use in biocomposites
and as nanocomposites or nanoparticles with other inorganic
and organic materials with the goal of improving the overall
degradation and biocompatibility of the desired applications.28

There is much potential for future expansion into other appli-
cations not listed here. Future work will certainly utilize the
relationships between the structure, properties, processing,
and performance of PHAs for a more comprehensive under-
standing of biopolymer design and to explore these yet undis-
covered applications.

6 Discussion and future outlook

In traditional implementations of the materials science tetra-
hedron, the PSPP relationships have been essential for not
only providing a framework for an improved understanding of
the fundamental concepts, but also for establishing best prac-
tices towards the rational design and optimization of novel
and existing materials.51,52 In this review, we have leveraged
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this classic framework towards discussing the potential of
future research with PHAs. We have started the discussion of
bringing together cutting-edge data science techniques with
previous decades’ worth of thorough PHA research in an inter-
connected and coherent way as previous studies have done
with the digital version of the PSPP tetrahedron.51

PHAs present an excellent opportunity for future sustain-
able materials design and exhibit diverse chemistries with
tunable properties that are of interest in a broad range of
potential applications. It is imperative that the community
continues to investigate the entire holistic co-design challenge
in order to address the current issues pertaining to economic
viability and property trade-offs/limitations with future
research.238 The COVID-19 worldwide crisis has also high-
lighted in recent years the need for more systematic
approaches and collaboration from industry, governments,
and consumers to address the issue of plastic production,
recovery, and degradation.7

However, the use of sustainable raw material and resources
alone does not make a material sustainable. Holistic bio-
derived polymer sustainability involves a variety of factors
including economic feasibility, scalability with existing or new
equipment for synthesis and processing, technical feasibility,
and overcoming biological limitations. The economic demand
and costs of each of these challenges must also be addressed.

Therefore, future research will also need to incorporate an
analysis of these challenges and address current bottlenecks to
identify innovative solutions to these problems throughout the
entire life cycle of the material, not just for PHAs, but for other
classes of future bio-derived materials as well. PHAs are still
currently too expensive to be economically sustainable for
widespread use in multiple applications. We suggest that the
next steps for PHA materials development must incorporate a
holistic approach to design by taking into consideration the
PSPP relationships outlined in this review in order to reduce
these costs.

The concept of “co-design” principles must be paramount
going forward. For example, future work investigating the cost-
effectiveness of the PHA production process must take into
account the genetic and biological compatibility of the PHA
producing organism strains, carbon sources, and the fermen-
tation and bioreactor processes. These future studies should
also take into account the utilization of waste feedstock, raw
material processing, and resource recovery features all within
the same experimental (or data-enabled) framework to design
PHAs that possess the desired property portfolio for a target
application.28

For instance, previously examined biosynthesis factors and
production potential of PHAs using different carbon sources,
microorganisms, and nutrient limitations as experimental
factors have been well-documented on their own individually
and in relation to each other from a biosynthetic
standpoint.20,86,100,125 However, as with the structural and
morphological aspects of PHAs and their relationship to PHA
properties, a quantifiable, comprehensive relationship that
considers each of the three major PHA-structure biosynthesis

factors (microbe type, carbon source, and nutrient limitations)
and the resulting PHAs that each combination produces has
not yet been fully established.

Clarifying these biosynthesis factors which affect the struc-
ture of PHAs has the potential to enhance the overall design
process of PHAs by establishing a PSPP relationship between
how the material is biologically or synthetically prepared, its
resulting structure, and the subsequent properties. Future
studies would benefit from establishing such a relationship.
Continued exploration will ideally also consider cost-effective
biosynthesis techniques to access and control these specific
structures.

With regard to the use of data-enabled design and ML, this
is one area that we place an emphasis on understanding the
experimental implications and physical meaning of results.
Ideally, ML may be implemented in future work to streamline
and optimize laboratory processes and synthesis schemes. We
recommend a goal of tailoring the desired properties of PHAs
specifically to meet desired property ranges for optimized per-
formance in desired applications using these existing design
strategies in polymer informatics with an awareness of PSPP
relationships.189

Future research may also seek to break down the PSPP co-
design principle into even smaller pieces, to still examine ways
to expedite PHA research and development in more simple ML
models. Such future explorations may include: (1) a surrogate
model-based prediction using ML, and generated by polymer-
and bio-informatics models, to develop a predictive and quan-
titative understanding of the PSPP relationships, (2) an experi-
mental design approach that leverages active learning and
informatics-based approaches to more efficiently investigate
and validate theoretical predictions of the thermal, mechanical
and other relevant properties, (3) the design of possible
models and predictive analysis of optimized processing con-
ditions for PHAs and other biopolymers to ensure their com-
patibility with existing industrial polymer processing equip-
ment, and (4) further experimentation and ML model combi-
nations incorporating novel or enhanced microorganism
strains to improve the PHA productivity and yield via genetic
engineering.28,239

Increased focus on environmentally-friendly production
and processing processes, from synthesis and fermentation to
more efficient and reliable downstream recovery strategies are
still needed, and are currently open areas for future study and
exploration.273 The thermal properties, mechanical durability,
and barrier properties of PHAs must be investigated in
tandem, rather than in isolation, as per the co-design prin-
ciples of the materials tetrahedron to develop a more quanti-
tative understanding of PSPP mappings. In this way, research-
ers may be able to address that processing conditions are ulti-
mately suitable to achieve the target performance. In addition,
the economic sustainability of each of these interconnected
aspects of the materials design process must also be
considered.5,238

Despite several outstanding challenges that currently exist
as road blocks towards commercialization and widespread use
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of PHAs, the future of this class of biopolymers remains
bright. There is tremendous potential for PHAs to become a
mainstream alternative to conventional plastics in a wide
range of applications as both an environmentally and econ-
omically friendly material. The community has an exciting
opportunity to utilize state-of-the art experimental methods
and novel polymer informatics approaches to create a new
framework for understanding bio-derived polymers with a
PSPP-focused perspective to create timely and impactful solu-
tions to global concerns for everyday life.

Author contributions

J.L. prepared and organized the manuscript and provided
references. B.L.M. provided references, input, and structure. G.
P. provided references, input, structure, and assisted with
manuscript and figure development. All authors have worked
together to conceptualize, read, and edit the review, and all
have agreed to the published version of the manuscript.

Data availability

All data and research presented in this manuscript represent
the work of a review paper with full citations to all original
research presented and clearly indicated. All data presented in
this research is open access and available for access upon
redirecting to the appropriate reference and resource.

Conflicts of interest

There are no conflicts to declare by the authors.

Acknowledgements

This research was funded by the Laboratory Directed Research
and Development program of Los Alamos National Laboratory
under project number 20190001DR and project number
20240001DR. Authors gratefully acknowledge support from the
U.S. Department of Energy through the Los Alamos National
Laboratory. Los Alamos National Laboratory is operated by
Triad National Security, LLC, for the National Nuclear Security
Administration of U.S. Department of Energy (Contract No.
89233218CNA000001). Research conducted for this review was
supported by the Laboratory Directed Research and
Development (LDRD) program of Los Alamos National
Laboratory under project number(s) 20190001DR (BioManIAC)
and 20240001DR (VESPA). Computational resources for this
work were provided by LANL’s high performance computing
clusters. J. L. gratefully acknowledges the Los Alamos National
Laboratory Center for Non-Linear Studies (CNLS) Summer
2021 Research fellowship, the Duke University Center for
Biotechnology and Tissue Engineering (CBTE) Grant T32-
GM008555 from the National Institute of General Medical

Sciences (NIGMS) National Institutes of Health National
Service Research Awards (NSRA) Program, and the National
Science Foundation (NSF) Research Trainee Fellowship (NRT)
Program awarded by the Duke University Applications of
Artificial Intelligence in Materials Science (AiM) Program
under Grant DGE-2022040.

References

1 A. Z. Naser, I. Deiab and B. M. Darras, RSC Adv., 2021, 11,
17151–17196.

2 Oslo/Paris Convention for the Protection of the Marine
Environment of the North-East Atlantic, Annual Report,
2020–2021.

3 S. Rainieri and A. Barranco, Trends Food Sci. Technol.,
2019, 84, 55–57.

4 L. Filiciotto and G. Rothenberg, ChemSusChem, 2021, 14,
56–72.

5 A. Dey, C. V. Dhumal, P. Sengupta, A. Kumar,
N. K. Pramanik and T. Alam, J. Food Sci. Technol., 2021,
58, 3251–3269.

6 S. Borrelle and C. M. Rochman, Science, 2020, 369, 1515–
1518.

7 K. R. Vanapalli, H. B. Sharma, V. P. Ranjan, B. Samal,
J. Bhattacharya, B. K. Dubey and S. Goel, Sci. Total
Environ., 2021, 750, 141514.

8 R. Geyer, J. Jambeck and K. Law, Sci. Adv., 2017, 3,
e1700782.

9 N. Beriot, European Commision Innovation Partnership,
2020.

10 T. Omura, N. Isobe, T. Miura, S. Ishii, M. Mori, Y. Ishitani,
S. Kimura, K. Hidaka, K. Komiyama, M. Suzuki,
K. I. Kasuya, H. Nomaki, R. Nakajima, M. Tsuchiya,
S. Kawagucci, H. Mori, A. Nakayama, M. Kunioka,
K. Kamino and T. Iwata, Nat. Commun., 2024, 15, 1–17.

11 C.-S. Lam, S. Ramanathan, M. Carbery, K. Gray,
K. S. Vanka, C. Maurin, R. Bush and T. Palanisami, Water,
Air, Soil Pollut., 2018, 229, 1–19.

12 S. Onen Cinar, Z. K. Chong, M. A. Kucuker, N. Wieczorek,
U. Cengiz and K. Kuchta, Int. J. Environ. Res. Public Health,
2020, 17, 1–21.

13 P.-A. Enkvist and P. Klevnäs, The Circular Economy: A
Powerful Force for Climate Mitigation, Material Economics
Annual Report, 2021, pp. 1–176.

14 U. S. Environmental, Protection Agency: Advancing Sustainable
Materials Management Facts and Figures Report, 2018.

15 A. M. Yousefi and G. E. Wnek, Biomed. Mater. Devices,
2024, 1–26.

16 A. Chamas, H. Moon, J. Zheng, Y. Qiu, T. Tabassum,
J. H. Jang, M. Abu-Omar, S. L. Scott and S. Suh, ACS
Sustainable Chem. Eng., 2020, 8, 3494–3511.

17 J. H. Song, R. J. Murphy, R. Narayan and G. B. Davies,
Philos. Trans. R. Soc., B, 2009, 364, 2127–2139.

18 G. Atiwesh, A. Mikhael, C. C. Parrish, J. Banoub and
T. T. Le, Heliyon, 2021, 7, e07918.

Polymer Chemistry Review

This journal is © The Royal Society of Chemistry 2025 Polym. Chem., 2025, 16, 235–265 | 259

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

5 
O

ct
ob

er
 2

02
4.

 D
ow

nl
oa

de
d 

on
 3

/1
5/

20
26

 1
:1

1:
04

 A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4py00623b


19 D. E. Fagnani, J. L. Tami, G. Copley, M. N. Clemons,
Y. D. Y. L. Getzler and A. J. McNeil, ACS Macro Lett., 2020,
10, 41–53.

20 V. M. Pathak and V. Navneet, Bioresour. Bioprocess., 2017,
4, 1–31.

21 M. Guzik, T. Witko, A. Steinbüchel, M. Wojnarowska,
M. Sołtysik and S. Wawak, Front. Bioeng. Biotechnol., 2020,
8, 1–34.

22 J. Rydz, W. Sikorska, M. Kyulavska and D. Christova,
Int. J. Mol. Sci., 2014, 16, 564–596.

23 A. L. Allison, F. Lorencatto, S. Michie and M. Miodownik,
Sustainability, 2021, 13, 1463.

24 A. Anjum, M. Zuber, K. M. Zia, A. Noreen, M. N. Anjum
and S. Tabasum, Int. J. Biol. Macromol., 2016, 89, 161–174.

25 R. McDonald, Made by Microbes, 1663, Los Alamos, Science
and Technology Magazine, August 2020, pp. 12–19, https://
cdn.lanl.gov/files/1663-36-web_c3df8.pdf.

26 K. Numata, H. Abe and T. Iwata, Materials, 2009, 2, 1104–
1126.

27 M. Winnacker, Eur. J. Lipid Sci. Technol., 2019, 121, 1–9.
28 K. Saravanan, M. Umesh and P. Kathirvel, J. Polym.

Environ., 2022, 30, 4903–4935.
29 S. M. Satti and A. A. Shah, Lett. Appl. Microbiol., 2020, 70,

413–430.
30 M. Diniz, M. M. Mourao, L. P. Xavier and A. V. Santos,

Polymers, 2023, 15, 4405–4422.
31 M. Suzuki, Y. Tachibana and K.-i. Kasuya, Polym. J., 2020,

53, 47–66.
32 Y. Wang, J. Yin and G. Q. Chen, Curr. Opin. Biotechnol,

2014, 30, 59–65.
33 Infiniti Research Limited, Technavio Market Reports, 2020.
34 P. C. Sabapathy, S. Devaraj, K. Meixner, P. Anburajan,

P. Kathirvel, Y. Ravikumar, H. M. Zabed and X. Qi,
Bioresour. Technol., 2020, 306, 123132.

35 Plastics Europe, World Plastics Production, 2023.
36 C. Wellenreuther, A. Wolf and N. Zander, Cleaner Eng.

Technol., 2022, 6, 1–12.
37 C. Maraveas, Polymers, 2020, 12, 1127.
38 J. G. Rosenboom, R. Langer and G. Traverso, Nat. Rev.

Mater., 2022, 7, 117–137.
39 M. Koller and A. Mukherjee, in Polyhydroxyalkanoates

(PHAs) – Production, Properties, and Biodegradation, ed.
J.-P. L. Michiel Dusselier, 2022, book ch. 6, pp. 145–186.

40 J. K. Muiruri, J. C. C. Yeo, Q. Zhu, E. Ye, X. J. Loh and
Z. Li, ACS Sustainable Chem. Eng., 2022, 10, 3387–
3406.

41 B. Dalton, P. Bhagabati, J. De Micco, R. B. Padamati and
K. O’Connor, Catalysts, 2022, 12, 1–44.

42 G.-Q. Chen, Chem. Soc. Rev., 2009, 38, 2434–2446.
43 B. McAdam, M. B. Fournet, P. McDonald and

M. Mojicevic, Polymers, 2020, 12, 2908–2928.
44 B. Yadav, A. Talan, R. D. Tyagi and P. Drogui, Bioresour.

Technol., 2021, 337, 125419.
45 M. Koller, Bioengineering, 2020, 7, 1–6.
46 V. C. Albright and Y. Chai, Environ. Sci. Technol., 2021,

55(17), 11476–11488.

47 A. S. Martín del Campo, J. R. Robledo-Ortíz, M. Arellano and
A. A. Perez-Fonseca, J. Compos. Mater., 2021, 56, 43–56.

48 A. Mukherjee and M. Koller, Bioengineering, 2023, 10, 855–
871.

49 C. C. Sun, J. Pharm. Sci., 2009, 98, 1671–1687.
50 K. Sato and H. Katayama-Yoshida, Semicond. Sci. Technol.,

2002, 17, 367.
51 M. E. Deagen, L. C. Brinson, R. A. Vaia and L. S. Schadler,

MRS Bull., 2022, 47, 379–388.
52 C. J. Donahue, J. Chem. Educ., 2019, 96, 2682–2688.
53 A. George, M. Sanjay, R. Srisuk, J. Parameswaranpillai and

S. Siengchin, Int. J. Biol. Macromol., 2020, 154, 329–338.
54 H.-J. Endres and A. Siebert-Raths, Eng. Biopolym., 2011,

71148, 3–15.
55 A. Ach, J. Macromol. Sci., Part A: Pure Appl.Chem., 1993, 30,

733–740.
56 M. Singh, P. Kumar, S. Ray and V. C. Kalia, Indian J.

Microbiol., 2015, 55, 235–249.
57 F. Muneer, I. Rasul, F. Azeem, M. H. Siddique, M. Zubair

and H. Nadeem, J. Polym. Environ., 2020, 28, 2301–2323.
58 D. E. Agnew and B. F. Pfleger, Chem. Eng. Sci., 2013, 103,

58–67.
59 A. Steinbuchel and H. Valentin, FEMS Microbiol. Lett.,

1995, 128, 219–228.
60 D. Jendrossek, J. Bacteriol., 2009, 191, 3195–3202.
61 S. Y. Choi, I. J. Cho, Y. Lee, Y. J. Kim, K. J. Kim and

S. Y. Lee, Adv. Mater., 2020, 32, e1907138.
62 Y. Zheng, J. C. Chen, Y. M. Ma and G. Q. Chen, Metab.

Eng., 2020, 58, 82–93.
63 H. M. Chang, Z. H. Wang, H. N. Luo, M. Xu, X. Y. Ren,

G. X. Zheng, B. J. Wu, X. H. Zhang, X. Y. Lu, F. Chen,
X. H. Jing and L. Wang, Braz. J. Med. Biol. Res., 2014, 47,
533–539.

64 C. T. Nomura, T. Tanaka, Z. Gan, K. Kuwabara, H. Abe,
K. Takase, K. Taguchi and Y. Doi, Biomacromolecules,
2004, 5, 1457–1464.

65 K. Szacherska, K. Moraczewski, P. Rytlewski, S. Czaplicki,
S. Ciesielski, P. Oleskowicz-Popiel and J. Mozejko-
Ciesielska, Sci. Rep., 2022, 12, 7263–7275.

66 T. Tsuge, J. Biosci. Bioeng., 2002, 94, 579–584.
67 M. Biernacki, M. Marzec, T. Roick, R. Patz, K. Baronian,

R. Bode and G. Kunze, Microb. Cell Fact., 2017, 16, 144.
68 M. Koller, Chem. Biochem. Eng. Q., 2019, 32, 413–438.
69 M. Koller, Molecules, 2018, 23, 362–382.
70 D. Plackett and I. Siró, in Polyhydroxyalkanoates (PHAs) for

Food Packaging, ed. J.-M. Lagarón, Woodhead Publishing,
2011, book section 18, pp. 498–526.

71 T. Tsuge, Polym. J., 2016, 48, 1051–1057.
72 V. Jost, M. Schwarz and H.-C. Langowski, Polymer, 2017,

133, 160–170.
73 N. A. Tarazona, R. Machatschek and A. Lendlein,

Biomacromolecules, 2020, 21, 761–771.
74 K. Janchai, T. Kida, M. Yamaguchi, T. Sunagawa and

T. Okura, Sci. Rep., 2023, 13, 497.
75 V. Kumar, R. Sehgal and R. Gupta, Eur. Polym. J., 2021,

161, 110824–110837.

Review Polymer Chemistry

260 | Polym. Chem., 2025, 16, 235–265 This journal is © The Royal Society of Chemistry 2025

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

5 
O

ct
ob

er
 2

02
4.

 D
ow

nl
oa

de
d 

on
 3

/1
5/

20
26

 1
:1

1:
04

 A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online

https://cdn.lanl.gov/files/1663-36-web_c3df8.pdf
https://cdn.lanl.gov/files/1663-36-web_c3df8.pdf
https://cdn.lanl.gov/files/1663-36-web_c3df8.pdf
http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4py00623b


76 S. Luo, J. Cao and A. G. McDonald, Ind. Crops Prod., 2017,
97, 281–291.

77 K. Bejagam, C. Iverson, B. L. Marrone and G. Pilania,
Macromolecules, 2021, 54, 5618–5628.

78 K. Szuman, I. Krucińska, M. Boguń and Z. Draczyński,
Autex Res. J., 2016, 16, 119–127.

79 F. Valentini, A. Dorigato, D. Rigotti and A. Pegoretti,
J. Polym. Environ., 2019, 27, 1333–1341.

80 M. Koller, Fermentation, 2018, 4, 30–60.
81 S. Ray and V. C. Kalia, Indian J. Microbiol., 2017, 57, 261–

269.
82 M. Z. Zainuddin, A. A. Bakar, A. N. Adam, S. M. Abdullah,

N. Tamchek, M. S. Alauddin, M. M. Mahat,
N. Wiwatcharagoses, A. Alforidi and M. I. M. Ghazali,
Polymers, 2023, 15(8), 1849–1861.

83 M. Koller and A. Mukherjee, Bioengineering, 2022, 9, 74–
103.

84 L. De Donno Novelli, S. M. Sayavedra and E. R. Rene,
Bioresour. Technol., 2021, 331, 124985.

85 Z. Li, J. Yang and X. J. Loh, NPG Asia Mater., 2016, 8, e265.
86 V. C. Kalia, S. K. S. Patel, R. Shanmugam and J. K. Lee,

Bioresour. Technol., 2021, 326, 124737.
87 B. Wang, R. R. Sharma-Shivappa, J. W. Olson and

S. A. Khan, Ind. Crops Prod., 2013, 43, 802–811.
88 S. Mohan, O. S. Oluwafemi, N. Kalarikkal, S. Thomas and

S. P. Songca, in Recent Advances in Biopolymers, ed.
F. K. Perveen, IntechOpen, 2016, ch. 3.

89 M. Koller, A. Salerno, A. Muhr, A. Reiterer, E. Chiellini,
S. Casella, P. Horvat and G. Braunegg, in Whey Lactose as
a Raw Material for Microbial Production of Biodegradable
Polyesters, ed. H. M. Saleh, IntechOpen, 2012, book
section 3, pp. 51–92.

90 T. D. Patil, S. Ghosh, A. Agarwal, S. K. S. Patel,
A. D. Tripathi, D. K. Mahato, P. Kumar, P. Slama, A. Pavlik
and S. Haque, Sci. Rep., 2024, 14, 1620.

91 G. Q. Chen, Chem. Soc. Rev., 2009, 38, 2434–2446.
92 S. Y. Lee, Trends Biotechnol., 1996, 141, 431–438.
93 H. Hatakeyama, Y. Asano and T. Hatakeyama, in Biobased

Polymeric Materials, Springer, 2003, pp. 103–119.
94 S. Povolo, P. Toffano, M. Basaglia and S. Casella,

Bioresour. Technol., 2010, 101, 7902–7907.
95 R. Reichardt and B. Rieger, in Poly(3-Hydroxybutyrate)

from Carbon Monoxide, Springer, 2012, book section 127,
pp. 49–90.

96 D. K. Solaiman, R. D. Ashby and T. A. Foglia, Appl.
Microbiol. Biotechnol., 2001, 56, 664–669.

97 S. Chavan, B. Yadav, R. D. Tyagi and P. Drogui, Bioresour.
Technol., 2021, 341, 125900.

98 B. Rehm and A. Steinbuchel, Int. J. Biol. Macromol., 1999,
25, 3–19.

99 C. Hermann-Krauss, M. Koller, A. Muhr, H. Fasl, F. Stelzer
and G. Braunegg, Archaea, 2013, 2013, 1–10.

100 H. Wong, K. Bhubalan and A. Amirul, Polymers, 2022, 14,
670–701.

101 G. De Souza Reis, M. Michels, G. Fajardo, I. Lamot and
J. De Best, Water, 2020, 12, 1185.

102 G. Gahlawat, in Polyhydroxyalkanoate Biopolymers:
Challenges in PHAs Production at Mass Scale, Springer,
2019, book chapter 3, pp. 25–30.

103 N. Jacquel, C.-W. Lo, Y.-H. Wei, H.-S. Wu and S. S. Wang,
Biochem. Eng. J., 2008, 39, 15–27.

104 I. García, J. López, M. Dorado, N. Kopsahelis,
M. Alexandri, S. Papanikolaou, M. Villar and A. Koutinas,
Bioresour. Technol., 2013, 130, 16–22.

105 T. G. Volova, E. G. Kiselev, E. I. Shishatskaya, N. O. Zhila,
A. N. Boyandin, D. A. Syrvacheva, O. N. Vinogradova,
G. S. Kalacheva, A. D. Vasiliev and I. V. Peterson,
Bioresour. Technol., 2013, 146, 215–222.

106 Y. H. Oh, S. H. Lee, Y.-A. Jang, J. W. Choi, K. S. Hong,
J. H. Yu, J. Shin, B. K. Song, S. G. Mastan, Y. David, et al.,
Bioresour. Technol., 2015, 181, 283–290.

107 K. H. Berwig, C. Baldasso and A. Dettmer, Bioresour.
Technol., 2016, 218, 31–37.

108 A. Salakkam and C. Webb, Biochem. Eng. J., 2018, 137,
358–364.

109 Y. Sohn, H. Kim, K. Baritugo, S. Jo, H. Song, S. Park,
S. Park, J. Pyo, H. Cha, H. Kim, J. Na, C. Park, J. I. Choi,
J. C. Joo and S. J. Park, Biotechnol. J., 2020, 15, e1900489.

110 R. Sehgal and R. Gupta, 3 Biotech, 2020, 10, 549.
111 R. Paduvari, K. Bhat and D. Somashekara, Bioresour.

Technol. Rep., 2024, 25, 101690.
112 G. Q. Chen and X. R. Jiang, Synth. Syst. Biotechnol., 2017,

2, 192–197.
113 L. Favaro, M. Basaglia, M. A. Rodriguez, J. O. Ibraheem,

V. Pizzocchero and S. Casella, Appl. Food Biotechnol., 2019,
6, 45–52.

114 X. Gao, J. C. Chen, Q. Wu and G. Q. Chen, Curr. Opin.
Biotechnol, 2011, 22, 768–774.

115 G. C. Monzon, G. Bertola, M. K. H. Seitz and
S. E. Murialdo, Biodegradation, 2024, 35(5), 519–538.

116 D. Sruamsiri, P. Thayanukul and B. B. Suwannasilp, Sci.
Rep., 2020, 10, 3752.

117 M. Mierzati, S. Mizuno and T. Tsuge, Polym. Degrad. Stab.,
2020, 178, 109193.

118 M. Zinn, B. Witholt and T. Egli, Adv. Drug Delivery Rev.,
2001, 53, 5–21.

119 Y. Wang, R. Chen, J. Cai, Z. Liu, Y. Zheng, H. Wang, Q. Li
and N. He, PLoS One, 2013, 8, e60318.

120 X. Zhang, Y. Lin, Q. Wu, Y. Wang and G. Q. Chen, Trends
Biotechnol., 2020, 38, 689–700.

121 I. S. Aldor and J. D. Keasling, Curr. Opin. Biotechnol, 2003,
14, 475–483.

122 M. G. Albuquerque, V. Martino, E. Pollet, L. Averous and
M. A. Reis, J. Biotechnol., 2011, 151, 66–76.

123 S. Y. Liang, S. C. Wan, Y. P. Ho, Y. T. Horng, P. C. Soo and
W. P. Peng, Anal. Chem., 2022, 94, 11734–11738.

124 E. G. Kiselev, A. V. Demidenko, N. O. Zhila,
E. I. Shishatskaya and T. G. Volova, Bioengineering, 2022,
9, 154.

125 Y. K. Leong, P. L. Show, J. C.-W. Lan, H.-S. Loh, H. L. Lam
and T. C. Ling, Clean Technol. Environ. Policy, 2017, 19,
1941–1953.

Polymer Chemistry Review

This journal is © The Royal Society of Chemistry 2025 Polym. Chem., 2025, 16, 235–265 | 261

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

5 
O

ct
ob

er
 2

02
4.

 D
ow

nl
oa

de
d 

on
 3

/1
5/

20
26

 1
:1

1:
04

 A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4py00623b


126 M. Koller, L. Marsalek, M. De Sousa Dias and
G. Braunegg, Nat. Biotechnol., 2017, 37, 24–38.

127 C. Campano, V. Rivero-Buceta, M. J. Fabra and
M. A. Prieto, Int. J. Biol. Macromol., 2022, 223, 1495–1505.

128 J. Lee, H. J. Park, M. Moon, J. S. Lee and K. Min,
Bioresour. Technol., 2021, 339, 125616.

129 M. Saavedra del Oso, M. Mauricio-Iglesias and
A. Hospido, Chem. Eng. J., 2021, 412, 127687.

130 A. Parodi, M. D’Ambrosio, L. Mazzocchetti,
G. A. Martinez, C. Samorì, C. Torri and P. Galletti, ACS
Sustainable Chem. Eng., 2021, 9, 12575–12583.

131 J. Zhang, D. Liu, Y. Liu, H. Chu, J. Bai, J. Cheng, H. Zhao,
S. Fu, H. Liu, Y. Fu, Y. Ma and H. Jiang, Green Chem.,
2023, 25, 3247–3255.

132 E. R. Olivera, M. Arcos, G. N. Carrasco and J. M. Luengo,
in Unusual PHA Biosynthesis, ed. and G.-Q. Chen, Springer,
2010, vol. 14, book section 7, pp. 133–186.

133 A. H. Westlie and E. Y. X. Chen, Macromolecules, 2020, 53,
9906–9915.

134 M. R. Caputo, X. Tang, A. H. Westlie, H. Sardon,
E. Y. Chen and A. J. Muller, Biomacromolecules, 2022, 23,
3847–3859.

135 T. Cooper, in Developments in bioplastic materials for packa-
ging food, beverages and other fast-moving consumer goods,
ed. N. Farmer, Woodhead Publishing, 2013, pp. 108–152.

136 T. Keshavarz and I. Roy, Curr. Opin. Microbiol., 2010, 13,
321–326.

137 J. Lim, M. You, J. Li and Z. Li, Mater. Sci. Eng., C, 2017, 79,
917–929.

138 U. Rao, R. Sridhar and P. Sehgal, Biochem. Eng. J., 2010,
49, 13–20.

139 K. Bejagam, C. Iverson, B. L. Marrone and G. Pilania,
Phys. Chem. Chem. Phys., 2020, 22, 17880–17889.

140 J. Shojaeiarani, D. S. Bajwa, C. Rehovsky, S. G. Bajwa and
G. Vahidi, Polymers, 2019, 11, 58.

141 M. Larsson, O. Markbo and P. Jannasch, RSC Adv., 2016,
6, 44354–44363.

142 F. Wang, L. Wang, X. Zhang, S. Ma and Z. Zhao, Food
Biosci., 2022, 46, 101398.

143 S. Furutate, H. Abe and T. Tsuge, Polym. J., 2021, 53,
1451–1457.

144 D. Puppi, G. Pecorini and F. Chiellini, Bioengineering,
2019, 6, 108.

145 T. Y. Huang, K. J. Duan, S. Y. Huang and C. W. Chen,
J. Ind. Microbiol. Biotechnol., 2006, 33, 701–706.

146 C. Jehanno, J. W. Alty, M. Roosen, S. De Meester,
A. P. Dove, E. Y. Chen, F. A. Leibfarth and H. Sardon,
Nature, 2022, 603, 803–814.

147 R. Turco, G. Santagata, I. Corrado, C. Pezzella and M. Di
Serio, Front. Bioeng. Biotechnol., 2020, 8, 619266.

148 J. Kim, N. Gupta, L. Bezek, J. Linn, K. Bejagam,
S. Banerjee, J. Dumont, S. Nam, H. Kang, C. Park,
G. Pilania, C. Iverson, B. L. Marrone and K. Lee,
Int. J. Mol. Sci., 2023, 24, 7638.

149 L. Chen and M. Wang, Biomaterials, 2001, 23, 2631–
2639.

150 K. Bejagam, J. Lalonde, C. Iverson, B. Marrone and
G. Pilania, J. Phys. Chem. B, 2022, 126, 934–945.

151 C. Trakunjae, K. Sudesh, S. Z. Neoh, A. Boondaeng,
W. Apiwatanapiwat, P. Janchai and P. Vaithanomsat,
Polymers, 2022, 14, 4074.

152 S. Nguyen, Can. J. Chem., 2008, 86, 570–578.
153 PlasticsEurope Market Data, 2022, https://www.plasticseu-

rope.org/en/resources/market-data.
154 I. Roy and P. Visakh, Polyhydroxyalkanoate (PHA) Based

Blends, Composites and Nanocomposites, Royal Society of
Chemistry, 2014, vol. 30, pp. 1–231.

155 C. M. Thomas, D. Kumar, R. A. Scheel, B. Ramarao and
C. T. Nomura, Biocatal. Agric. Biotechnol., 2022, 43,
102385.

156 K. Matsumoto, T. Murata, R. Nagao, C. Nomura,
S. Arai, Y. Arai, K. Takase, H. Nakashita, S. Taguchi and
H. Shimada, Biomacromolecules, 2009, 10, 686–
690.

157 M. Nagalakshmaiah, S. Afrin, R. P. Malladi, S. Elkoun,
M. Robert, M. A. Ansari, A. Svedberg and Z. Karim, in
Biocomposites, 2019, pp. 197–215.

158 C. Utsunomia, Q. Ren and M. Zinn, Front. Bioeng.
Biotechnol., 2020, 8, 1–18.

159 D.-C. Meng, Z.-Y. Shi, L.-P. Wu, Q. Zhou, Q. Wu,
J.-C. Chen and G.-Q. Chen, Metab. Eng., 2012, 14, 317–
324.

160 Q. Chen, S. Liang and G. A. Thouas, Prog. Polym. Sci.,
2013, 38, 584–671.

161 P. Basnett, S. Ravi and I. Roy, in 8 – Natural bacterial bio-
degradable medical polymers: Polyhydroxyalkanoates, ed. X.
Zhang, Woodhead Publishing, 2017, pp. 257–277.

162 R. Sharma and A. R. Ray, J. Macromol. Sci., Part C: Polym.
Rev., 1995, 35, 327–359.

163 B. Andreessen, N. Taylor and A. Steinbuchel, Appl.
Environ. Microbiol., 2014, 80, 6574–6582.

164 K. Bhubalan, D.-N. Rathi, H. Abe, T. Iwata and K. Sudesh,
Polym. Degrad. Stab., 2010, 95, 1436–1442.

165 S. Taguchi, T. Iwata, H. Abe, Y. Doi and S. N. Aqida, in
Poly(hydroxyalkanoate)s, Elsevier, 2016.

166 G. De Koning, Can. J. Microbiol., 1995, 41, 303–309.
167 Materials Science National Institute of Japan, Polymer

Database (PoLyInfo), 2022, https://polymer.nims.go.jp/en/.
168 M. Broz, D. VanderHart and N. Washburn, Biomaterials,

2003, 24, 4181–4190.
169 T. Patrício and P. Bártolo, Procedia Eng., 2013, 59, 292–

297.
170 S. Eshraghi and S. Das, Acta Biomater., 2010, 6, 2467–

2476.
171 E. Martinaud, C. Hierro-Iglesias, J. Hammerton,

B. Hadad, R. Evans, J. Sacharczuk, D. Lester, M. J. Derry,
P. D. Topham and A. Fernandez-Castane, J. Polym.
Environ., 2024, 32, 3503–3515.

172 R. Dwivedi, R. Pandey, S. Kumar and D. Mehrotra, J. Oral
Biol. Craniofac. Res., 2020, 10, 389–392.

173 M. S. Singhvi, S. S. Zinjarde and D. V. Gokhale, J. Appl.
Microbiol., 2019, 127, 1612–1626.

Review Polymer Chemistry

262 | Polym. Chem., 2025, 16, 235–265 This journal is © The Royal Society of Chemistry 2025

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

5 
O

ct
ob

er
 2

02
4.

 D
ow

nl
oa

de
d 

on
 3

/1
5/

20
26

 1
:1

1:
04

 A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online

https://www.plasticseurope.org/en/resources/market-data
https://www.plasticseurope.org/en/resources/market-data
https://www.plasticseurope.org/en/resources/market-data
https://polymer.nims.go.jp/en/
https://polymer.nims.go.jp/en/
http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4py00623b


174 R. Dwivedi, S. Kumar, R. Pandey, A. Mahajan,
D. Nandana, D. S. Katti and D. Mehrotra, J. Oral Biol.
Craniofac. Res., 2020, 10, 381–388.

175 M. Kawasumi, N. Hasegawa, M. Kato, A. Usuki and
A. Okada, Macromolecules, 1997, 30, 6333–6338.

176 J. G. Rosenboom, R. Langer and G. Traverso, Nat. Rev.
Mater., 2022, 7, 117–137.

177 L. S. Dilkes-Hoffman, S. Pratt, P. A. Lant, I. Levett and
B. Laycock, J. Appl. Polym. Sci., 2018, 135, 46379.

178 I. Lugoloobi, X. Li, Y. Zhang, Z. Mao, B. Wang, X. Sui and
X. Feng, Int. J. Biol. Macromol., 2020, 165, 3078–3087.

179 R. Mitra, T. Xu, H. Xiang and J. Han, Microb. Cell Fact.,
2020, 19, 86.

180 N. Nebra and J. Garcia-Alvarez, Molecules, 2020, 25, 1–18.
181 A. Boyandin, S. Prudnikova, M. Filipenko, E. A. Khrapov,

A. Vasilev and T. Volova, Appl. Biochem. Microbiol., 2011,
48, 28–36.

182 V. P. Cyras, C. M. Soledad and V. Analía, Polymer, 2009,
50, 6274–6280.

183 A. D. Tripathi, P. K. Mishra, K. K. Darani, A. Agarwal and
V. Paul, Trends Food Sci. Technol., 2022, 123, 233–250.

184 K. Madhavan Nampoothiri, N. R. Nair and R. P. John,
Bioresour. Technol., 2010, 101, 8493–8501.

185 A. Genovesi, C. Aversa and M. Barletta, J. Polym. Environ.,
2023, 31(10), 1–11.

186 N. Follain, C. Chappey, E. Dargent, F. Chivrac, R. Crétois
and S. Marais, J. Phys. Chem. C, 2014, 118, 6165–6177.

187 G. Zhu, C. Kim, A. Chandrasekaran, J. D. Everett,
R. Ramprasad and R. P. Lively, J. Polym. Eng., 2020, 40,
451–457.

188 M. Ferri, K. Papchenko, M. D. Esposti, G. Tondi, M. G. De
Angelis, D. Morselli and P. Fabbri, ACS Appl. Mater.
Interfaces, 2023, 15(23), 28594–28605.

189 L. Chen, G. Pilania, R. Batra, T. D. Huan, C. Kim,
C. Kuenneth and R. Ramprasad, Mater. Sci. Eng., R, 2021,
144, 100595.

190 R. Ramprasad, R. Batra, G. Pilania, A. Mannodi-
Kanakkithodi and C. Kim, npj Comput. Mater., 2017, 3, 54.

191 T. D. Huan, C. Kim, L. Chen, A. Chandrasekaran, R. Batra,
S. Venkatram, D. Kamal, J. P. Lightstone, R. Gurnani,
P. Shetty, M. Ramprasad, J. Laws, M. Shelton and
R. Ramprasad, J. Appl. Phys., 2020, 128, 171104.

192 A. Jha, A. Chandrasekaran, C. Kim and R. Ramprasad,
Modell. Simul. Mater. Sci. Eng., 2019, 27, 24002.

193 S. Zhong, K. Zhang, M. Bagheri, J. G. Burken, A. Gu, B. Li,
X. Ma, B. L. Marrone, Z. J. Ren, J. Schrier, W. Shi, H. Tan,
T. Wang, X. Wang, B. M. Wong, X. Xiao, X. Yu, J. J. Zhu
and H. Zhang, Environ. Sci. Technol., 2021, 55, 12741–
12754.

194 R. Batra, L. Song and R. Ramprasad, Nat. Rev. Mater.,
2020, 6, 655–678.

195 T. D. Huan, A. Mannodi-Kanakkithodi, C. Kim,
V. Sharma, G. Pilania and R. Ramprasad, Sci. Data, 2016,
3, 160012.

196 T. D. Huan and R. Ramprasad, J. Phys. Chem. Lett., 2020,
11, 5823–5829.

197 J. De Pablo, N. Jackson, M. Webb, L. Chen, J. Moore,
D. Morgan, R. Jacobs, T. Pollock, D. Schlom, E. Toberer,
J. Analytis, I. Dabo, D. DeLongchamp, G. Fiete, G. Grason,
G. Hautier, Y. Mo, K. Rajan, E. Reed, E. Rodriguez,
V. Stevanovic, J. Suntivich, K. Thornton and J. Zhao, npj
Comput. Mater., 2019, 5, 41.

198 Q. Tao, P. Xu, M. Li and W. Lu, npj Comput. Mater., 2021,
7, 23.

199 T. Lookman, P. V. Balachandran, D. Xue and R. Yuan, npj
Comput. Mater., 2019, 5, 21.

200 C. Kuenneth and R. Ramprasad, Nat. Commun., 2023, 14,
4099.

201 Materials Science National Institute of Japan, Research
and Services Division of Materials Data and Integrated
System (MaDIS), 2023.

202 A. Chandrasekaran, C. Kim and R. Ramprasad, in Polymer
Genome: A Polymer Informatics Platform to Accelerate
Polymer Discovery, ed. K. Schütt, S. Chmiela, O. Von
Lilienfeld, A. Tkatchenko, K. Tsuda and K. Müller,
Springer, 2020, vol. 968, pp. 397–412.

203 L. Chen, J. Kern, J. P. Lightstone and R. Ramprasad, Appl.
Phys. Rev., 2021, 8, 31405.

204 R. Batra, H. Dai, T. D. Huan, L. Chen, C. Kim,
W. R. Gutekunst, L. Song and R. Ramprasad, Chem.
Mater., 2020, 32, 10489–10500.

205 A. Mannodi-Kanakkithodi, G. Pilania, T. D. Huan,
T. Lookman and R. Ramprasad, Sci. Rep., 2016, 6,
20952.

206 G. Pilania, C. Wang, X. Jiang, S. Rajasekaran and
R. Ramprasad, Sci. Rep., 2013, 3, 2810.

207 A. Chandrasekaran, C. Kim, S. Venkatram and
R. Ramprasad, Macromolecules, 2020, 53, 4764–4769.

208 C. Wang, G. Pilania, S. A. Boggs, S. Kumar, C. Breneman
and R. Ramprasad, Polymer, 2014, 55, 979–988.

209 H. Tran, R. Gurnani, C. Kim, G. Pilania, H.-K. Kwon,
R. P. Lively and R. Ramprasad, Nat. Rev. Mater., 2024,
DOI: 10.1038/s41578-024-00708-8.

210 R. Gurnani, C. Kuenneth, A. Toland and R. Ramprasad,
Chem. Mater., 2023, 35, 1560–1567.

211 T. D. Huan, K.-H. Shen, S. Shukla, H.-K. Kwon and
R. Ramprasad, J. Phys. Chem. C, 2023, 127, 977–986.

212 C. Kim, R. Batra, L. Chen, T. D. Huan and R. Ramprasad,
Comput. Mater. Sci., 2021, 186, 110067.

213 H. Sahu, H. Li, L. Chen, A. C. Rajan, C. Kim, N. Stingelin
and R. Ramprasad, ACS Appl. Mater. Interfaces, 2021, 13,
53314–53322.

214 M. Li, N. K. Wijewardane, Y. Ge, Z. Xu and M. R. Wilkins,
Bioresour. Technol. Rep., 2020, 9, 100386.

215 Z. Jiang, J. Hu, B. L. Marrone, G. Pilania and X. B. Yu,
Materials, 2020, 13, 5701.

216 G. Pilania, C. N. Iverson, T. Lookman and B. L. Marrone,
J. Chem. Inf. Model., 2019, 59, 5013–5025.

217 A. Boublia, T. Lemaoui, J. AlYammahi, A. S. Darwish,
A. Ahmad, M. Alam, F. Banat, Y. Benguerba and
I. M. AlNashef, ACS Sustainable Chem. Eng., 2022, 11, 208–
227.

Polymer Chemistry Review

This journal is © The Royal Society of Chemistry 2025 Polym. Chem., 2025, 16, 235–265 | 263

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

5 
O

ct
ob

er
 2

02
4.

 D
ow

nl
oa

de
d 

on
 3

/1
5/

20
26

 1
:1

1:
04

 A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online

https://doi.org/10.1038/s41578-024-00708-8
http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4py00623b


218 E. Champa-Bujaico, A. M. Díez-Pascual, P. Garcia-Diaz,
V. Sessini and M. E. G. Mosquera, Ind. Crops Prod., 2024,
219, 119018.

219 C. Kuenneth, J. Lalonde, B. L. Marrone, C. Iverson,
R. Ramprasad and G. Pilania, NPJ Commun. Mater., 2022,
3, 96.

220 C. Kuenneth, A. C. Rajan, H. Tran, L. Chen, C. Kim and
R. Ramprasad, Patterns, 2021, 2, 100238.

221 C. Kuenneth, W. Schertzer and R. Ramprasad,
Macromolecules, 2021, 54, 5957–5961.

222 H. Sahu, K. H. Shen, J. H. Montoya, H. Tran and
R. Ramprasad, J. Chem. Theory Comput., 2022, 18, 2737–2748.

223 P. Shetty and R. Ramprasad, iScience, 2021, 24, 101922.
224 T. A. Meyer, C. Ramirez, M. J. Tamasi and A. J. Gormley,

ACS Polym. Au, 2023, 3, 141–157.
225 M. Wilkinson, M. Dumontier, I. Aalbersberg, G. Appleton,

M. Axton, A. Baak, N. Blomberg, J. Boiten, L. Da Silva
Santos, P. Bourne, J. Bouwman, A. Brookes, T. Clark,
M. Crosas, I. Dillo, O. Dumon, S. Edmunds, C. T. Evelo,
R. Finkers, A. Gonzalez-Beltran, A. Gray, P. Groth,
C. Goble, J. Grethe, J. Heringa, P. Hoen, R. Hooft,
T. Kuhn, R. Kok, J. Kok, S. Lusher, M. Martone, A. Mons,
A. Packer, B. Persson, P. Rocca-Serra, M. Roos, R. Van
Schaik, S. Sansone, E. Schultes, T. Sengstag, T. Slater,
G. Strawn, M. Swertz, M. Thompson, J. Dan Der Lei,
E. Van Mulligen, J. Velterop, A. Waagmeester,
P. Wittenburg, K. Wolstencroft, J. Zhao and B. Mons, Sci.
Data, 2016, 3, 160018.

226 W. D. Callister Jr. and D. G. Rethwisch, Materials Science
and Engineering: An Introduction, Wiley, 10th edn, 2018.

227 M. Goswami, P. Rekhi, M. Debnath and S. Ramakrishna,
Molecules, 2021, 26, 860.

228 P. Anbukarasu, D. Sauvageau and A. Elias, Sci. Rep., 2015,
5, 17884.

229 E. Renard, M. Walls, P. Guérin and V. Langlois, Polym.
Degrad. Stab., 2004, 85, 779–787.

230 A. A. Kehail and C. J. Brigham, J. Polym. Environ., 2017,
26, 66–72.

231 S. Ladhari, N. N. Vu, C. Boisvert, A. Saidi and P. Nguyen-
Tri, ACS Appl. Bio Mater., 2023, 6, 1398–1430.

232 T. Tanaka, M. Fujita, A. Takeuchi, Y. Suzuki, K. Uesugi,
Y. Doi and T. Iwata, Polymer, 2005, 46, 5673–5679.

233 I. Kang, S. Choi, D. Shin and S. Yoon, Int. J. Biol.
Macromol., 2001, 28, 205–212.

234 F. Burkhardt, V. D. Schmidt, C. Wesemann,
C. G. Schirmeister, S. Rothlauf, S. Pieralli,
L. S. Brandenburg, L. Kleinvogel, K. Vach and B. C. Spies,
Sci. Rep., 2022, 12, 20341.

235 P. Visakh, in Polyhydroxyalkanoates (PHAs), their Blends,
Composites and Nanocomposites: State of the Art, New
Challenges and Opportunities, Royal Society of Chemistry,
2014, book section 1, pp. 1–17.

236 T. Tamiya, Y.-I. Hsu, T.-A. Asoh and H. Uyama, ACS Appl.
Polym. Mater., 2020, 2, 3948–3956.

237 S. V. G. Kumari, K. Pakshirajan and G. Pugazhenthi,
Int. J. Biol. Macromol., 2022, 221, 163–182.

238 J.-M. Lagaron, Multifuncitonal reinforced polymers for food
packaging, Woodhead Publishing, 1st edn, 2011.

239 S. Kopf, D. Åkesson and M. Skrifvars, Polym. Rev., 2022,
63, 200–245.

240 N. A. F. Othman, S. Selambakkannu and N. Seko, Energy
Nexus, 2022, 8, 100137.

241 D. Puppi, A. Morelli and F. Chiellini, Bioengineering, 2017,
4(2), 49–81.

242 M. S. Popa, A. N. Frone and D. M. Panaitescu, Int. J. Biol.
Macromol., 2022, 207, 263–277.

243 A. Werker, R. Pei, K. Kim, G. Moretto, A. Estevez-Alonso,
C. Vermeer, M. Arcos-Hernandez, J. Dijkstra and E. de
Vries, Polym. Degrad. Stab., 2023, 209, 110277.

244 S. Andreasi Bassi, A. Boldrin, G. Frenna and T. F. Astrup,
Bioresour. Technol., 2021, 327, 124813.

245 A. Kovalcik, EuroBiotech J., 2021, 5, 48–55.
246 N. Follain, C. Chappey, E. Dargent, F. Chivrac, R. Crétois

and S. Marais, J. Phys. Chem. C, 2014, 118, 6165–6177.
247 P. Rekhi, M. Goswami, S. Ramakrishna and M. Debnath,

Crit. Rev. Biotechnol., 2022, 42, 668–692.
248 M. Mehrpouya, H. Vahabi, M. Barletta, P. Laheurte and

V. Langlois, Mater. Sci. Eng., C, 2021, 127, 112216.
249 V. C. Kalia, S. K. S. Patel and J. K. Lee, Polymers, 2023, 15,

1937.
250 D. A. Gregory, C. S. Taylor, A. T. R. Fricker, E. Asare,

S. S. V. Tetali, J. W. Haycock and I. Roy, Trends Mol. Med.,
2022, 28, 331–342.

251 T. Tawonsawatruk, A. Panaksri, R. Hemstapat, P. Praenet,
K. Rattanapinyopituk, S. Boonyagul and
N. Tanadchangsaeng, Sci. Rep., 2023, 13, 20973.

252 A. Pryadko, M. A. Surmeneva and R. A. Surmenev,
Polymers, 2021, 13, 1738.

253 T. Pulingam, J. N. Appaturi, T. Parumasivam, A. Ahmad
and K. Sudesh, Polymers, 2022, 14, 111–112.

254 R. V. Chernozem, M. A. Surmeneva and R. A. Surmenev,
Mater. Lett., 2018, 220, 257–260.

255 L. E. Shlapakova, M. A. Surmeneva, A. L. Kholkin and
R. A. Surmenev, Mater. Today Bio, 2024, 25, 100950.

256 U.S. Food and Drug Administration: Environmental
Assessment for Food Contact Notification, Food Substance
Code of Federal Regulations, 1119, 2007.

257 V. Reddy, S. Ramanaiah, M. Reddy and Y. Chang,
Bioengineering, 2022, 9, 225.

258 Q. Wu, Y. Wang and G. Q. Chen, Artif. Cells, Blood
Substitutes, Immobilization Biotechnol., 2009, 37, 1–12.

259 T. Keshavarz and I. Roy, Curr. Opin. Microbiol., 2010, 13,
321–326.

260 G. Q. Chen, Chem. Soc. Rev., 2009, 38, 2434–2446.
261 H. Vardhan, P. Mittal, S. K. Adena and B. Mishra,

Eur. J. Pharm. Sci., 2017, 99, 85–94.
262 Z. Luo, L. Jiang, C. Ding, B. Hu, X. J. Loh, Z. Li and

Y. L. Wu, Adv. Healthcare Mater., 2018, 7, e1801221.
263 G. Fernandez-Bunster and P. Pavez,Molecules, 2022, 27, 8351.
264 H. Liu, Y. Shi, Y. Zhu, P. Wu, Z. Deng, Q. Dong, M. Wu

and L. Cai, ACS Appl. Mater. Interfaces, 2023, 15, 12273–
12293.

Review Polymer Chemistry

264 | Polym. Chem., 2025, 16, 235–265 This journal is © The Royal Society of Chemistry 2025

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

5 
O

ct
ob

er
 2

02
4.

 D
ow

nl
oa

de
d 

on
 3

/1
5/

20
26

 1
:1

1:
04

 A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4py00623b


265 M. J. Fabra, G. Sánchez, A. López-Rubio and
J. M. Lagaron, LWT – Food Sci. Technol., 2014, 59, 760–767.

266 J. R. Westlake, M. W. Tran, Y. Jiang, X. Zhang, A. D. Burrows
and M. Xie, Sustainable Food Technol., 2023, 1, 50–72.

267 A. Lemos de Morais, V. Voet, R. Folkersma and K. Loos, in
Biopolymers in Additive Manufacturing, Elsevier, 2023, pp.
39–63.

268 Z. Arif, M. Khalid, R. Noroozi, M. Hossain, H. Shi,
A. Tariq, S. Ramakrishna and R. Umer, Asian J. Pharm.
Sci., 2023, 18, 100812.

269 C. Mayer-Laigle, C. Collet, Y. Chen, M. West, R. Whitton
and M.-J. Le Guen, Mater. Today: Proc., 2023, DOI: 10.1016/
j.matpr.2023.05.052.

270 D. A. Gregory, A. T. R. Fricker, P. Mitrev, M. Ray, E. Asare,
D. Sim, S. Larpnimitchai, Z. Zhang, J. Ma, S. S. V. Tetali
and I. Roy, J. Funct. Biomater., 2023, 14(1), 40–79.

271 F. Valentini, A. Dorigato, D. Rigotti and A. Pegoretti,
J. Polym. Environ., 2019, 27, 1333–1341.

272 D. Gomes Gradissimo, L. Pereira Xavier and A. Valadares
Santos, Molecules, 2020, 25, 4331.

273 V. V. Andhalkar, R. Ahorsu, P. Domínguez de María,
J. Winterburn, F. Medina and M. Constantí, ACS
Sustainable Chem. Eng., 2022, 10, 16459–16475.

274 U.S. Food and Drug Administration: Environmental
Assessment for Food Contact Notification, Food
Substance Code of Federal Regulations, 1835, 2017.

275 S. Philip, T. Keshavarz and I. Roy, J. Chem. Technol.
Biotechnol., 2007, 82, 233–247.

276 R. V. Chernozem, I. O. Pariy, A. Pryadko, A. P. Bonartsev,
V. V. Voinova, V. A. Zhuikov, T. K. Makhina,
G. A. Bonartseva, K. V. Shaitan, V. V. Shvartsman,
D. C. Lupascu, K. N. Romanyuk, A. L. Kholkin,
R. A. Surmenev and M. A. Surmeneva, Polym. J., 2022, 54,
1225–1236.

277 D. Ponnamma, G. J. Ogunleye, P. Sharma and
M. A. AlMaadeed, in Piezo- and Thermoelectric Materials
From Biopolymer Composites, 2017, pp. 333–352.

278 A. Yadegari, M. Akbarzadeh, F. Kargaran, R. Mirzaee,
I. Salahshoori, M. A. L. Nobre and H. A. Khonakdar,
J. Mater. Chem. B, 2024, 12, 5272–5298.

279 E. Fukada and Y. Ando, Int. J. Biol. Macromol., 1986, 8, 1–6.
280 C. Ribeiro, V. Correia, P. Martins, F. M. Gama and

S. Lanceros-Mendez, Colloids Surf., B, 2016, 140, 430–436.
281 I. S. Vatlin, R. V. Chernozem, A. S. Timin, A. P. Chernova,

E. V. Plotnikov, Y. R. Mukhortova, M. A. Surmeneva and
R. A. Surmenev, Polymers, 2020, 12(1), 240.

Polymer Chemistry Review

This journal is © The Royal Society of Chemistry 2025 Polym. Chem., 2025, 16, 235–265 | 265

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

5 
O

ct
ob

er
 2

02
4.

 D
ow

nl
oa

de
d 

on
 3

/1
5/

20
26

 1
:1

1:
04

 A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online

https://doi.org/10.1016/j.matpr.2023.05.052
https://doi.org/10.1016/j.matpr.2023.05.052
http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4py00623b

	Button 1: 


