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amolecular co-assembly
formation employing multi-component light-
harvesting charge transfer interactions giving rise
to long-wavelength emitting luminescent
microspheres†

Tumpa Gorai, *a June I. Lovitt,ae Deivasigamani Umadevi,c Gavin McManusd

and Thorfinnur Gunnlaugsson *abe

Charge transfer (CT) interaction induced formation of a hierarchical supramolecular assembly has attracted

attention due to its wide diversity of structural and functional characteristics. In the present work, we report

the generation of green luminescent microspheres from the charge transfer interaction induced co-

assembly of a bis-naphthyl dipicolinic amide (DPA) derivative with tetracyanobenzene (TCNB) for the first

time. The properties of these self-assemblies were studied both in solution and the solid-state using

spectroscopic and a variety of microscopy techniques. The X-ray crystal structure analysis showed

a mixed stack arrangement of DPA and TCNB. The molecular orbital and energy level calculations

confirm the charge transfer complex formation between DPA and TCNB. Furthermore, energy transfer

was observed from the green luminescent CT complex to a red-emitting dye, pyronin Y, in the

microsphere matrix, leading to the formation of a light-harvesting tri-component self-assembly.
Introduction

Supramolecular organization of multiple components by
directional non-covalent interactions is a fascinating approach
to develop well-dened hierarchical self-assembled super-
structures with unique and targeted functional properties.1 The
attractiveness of such systems is that they allow crucial spatial
re-organization of self-assembled materials by structural and
compositional variation without the necessity of complex
synthesis. The co-assembled materials are promising candi-
dates for exploring unique properties and their applications
such as in tunable luminescence,1 light-harvesting,2 chiroptics,3

optoelectronics,4 catalysis,5 etc. We have particular interest in
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the formation and characterisation of functional luminescent
materials.6 This is a fast-growing area of research, and there
have been numerous recent reports on the development of such
systems, using, for instance, the Förster resonance energy
transfer (FRET) mechanism in the generation of supramolec-
ular light-harvesting self-assemblies,7 in the formation of
emissive hydrogels and organogels,8 luminescent MOFs,9 and
higher order nano-assemblies,10 to name just a few.

Supramolecular light-harvesting assemblies are of particular
interest to our research, the mechanism of which oen mimics
natural photosynthetic systems.11 Charge transfer (CT) complex-
based co-assemblies and co-crystals are gaining attention for
their application in bioimaging, organic optoelectronic mate-
rials, sensors, stimuli-responsive materials, etc.12,13,15,16 CT
complexes consist of electron-rich donor and electron-decient
acceptor ligands and are organized by favourable non-covalent
supramolecular interactions, preferably p–p stacking.13,14 They
have been used in the formation of uorescent micro-
dumbbells,15a microcapsules,15b organogels,15c and micro-
tubes,16a from CT interaction induced self-assemblies of various
aromatic chromophores with tetracyanobenzene (TCNB) as the
acceptor. However, there are no reports yet on the formation of
uorescent microspheres formed from a co-assembly of an
organic chromophore with TCNB. While there are a few exam-
ples on the use of the energy transfer mechanism from one
charge transfer (CT) complex to another CT complex, which
were employed in the formation of such multiple component
Chem. Sci., 2022, 13, 7805–7813 | 7805
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Fig. 2 SEM images of the DPA derivative (a) immediately after prep-
aration and (b) after 24 h of aging. (c) Emission spectra recorded for
DPA (1.1 mM) solution on serial dilution in ACN/EtOH/H2O (10/40/
50%) solvent for lex of 315 nm. The peak at 630 nm is the overtone
band. (d) Excitation spectra recorded for DPA (1.1 mM) solution for lem
of 397 nm on serial dilution in ACN/EtOH/H2O (10/40/50%) solvent.

Fig. 1 The chemical structures of DPA, TCNB and pyronin Y, and
proposed schematic for (a and b) microsphere formation from the
self-assembly of DPA, (c) green fluorescent microsphere formation by
CT interaction induced co-assembly of DPA with TCNB in ACN/EtOH/
water solvent, and (d) energy transfer (ET) from the green charge
transfer (CT) complex to pyronin Y in the tri-component assembly in
an ACN/EtOH/water solvent mixture.
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co-assembly structures,16 to the best of our knowledge, no
reports have demonstrated the energy transfer from a CT
complex to a uorescent dye resulting in such material
properties.

In the work presented herein, we report the formation of
luminescent microspheres from the co-assembly of a 4-hydroxy-
N2,N6-bis((R)-1-(naphthalen-2-yl)ethyl)pyridine-2,6-
dicarboxamide (DPA) derivative and TCNB. Furthermore, X-ray
structural analysis showed that these green-emitting micro-
spheres are the result of a CT interaction between the naph-
thalene unit of the DPA and TCNB. Moreover, we illustrated that
the association of this green emissive assembly with the red
uorescent pyronin Y dye results in a ‘stepping stone’ energy
transfer process that results in the formation of a red-emitting
hierarchical supramolecular co-assembly possessing CT char-
acter (Fig. 1).

Results and discussion
Self-assembly studies of DPA in mixtures of organic–aqueous
solutions

DPA was synthesized by a peptide coupling reaction between
(R)-1-(2-naphthyl)-1-ethyl amine and chelidamic acid following
earlier reports for similar compounds17 and characterized by
standard characterization techniques e.g., 1H and 13C NMR,
HRMS, IR spectroscopy and elemental analysis (Section 4, ESI†).
DPA had good solubility in solvents such as acetonitrile (ACN)
or ethanol (EtOH) or a mixture of both solvents at room
temperature. Addition of 60% water (3 mL) to the DPA (nal
conc. 1 mM) solution in an ACN/EtOH (20/80%)‡mixture (2 mL)
generates a suspension (Section 5, Fig. S4a, ESI†). Scanning
electron microscopy (SEM) investigations of the material (upon
dropcasting onto a silicon wafer) showed the formation of
nanospheres with an average diameter of 282 � 44 nm (Fig. 2a
and S5, ESI†). Upon heating the solution to 50 �C, a clear
solution was obtained. However, on cooling the suspension was
re-formed. Further ageing of this solution at room temperature
7806 | Chem. Sci., 2022, 13, 7805–7813
for 24 h led to a conversion to microspheres with a size range of
2.35 � 0.38 mm (Fig. 2b and S4b and c and S6, ESI†).

The microsphere formation was investigated further under
different solvent conditions, e.g., the clear solution in ACN/
EtOH (20/80%) (Fig. S7, ESI†) and ACN/EtOH/water (12/48/
40%) (Fig. S8, ESI†) solvents. For both samples, the sphere
formation was observed, although the size was found to be #1
mm in diameter. To understand the aggregation behaviour of
DPA, absorption, emission and excitation spectra were also
recorded on serial dilution of DPA (1100–20 mM) in an ACN/
EtOH/water (10/40/50%) mixture. The absorption at 315 nm
(Fig. S9c, ESI†) and emission spectral intensity for 315 nm
excitation increased with increasing DPA concentration (Fig. 2c
and S10, ESI†). On increasing DPA concentration, the excitation
spectra showed a redshi with an intensity reduction of the
excitation band at lmax of 236 nm and lmax of 275 nm at 20 mM
concentration and a concomitant intensity rise of the band at
lmax of 315 nm recorded up to 1.1 mM concentration (Fig. 2d).
The shi in the excitation band is due to the aggregation of
DPA. Initially, the changes in the absorption at 275 nm
(Fig. S9b, ESI†) followed the Beer–Lambert law with a concom-
itant enhancement in the uorescence emission (Fig. S11,
ESI†). However, above 60 mM concentration with increasing
absorption, emission showed a steady decrease due to the
bathochromic shi of the excitation spectrum.
Self-assembly studies of DPA in the presence of TCNB in
solution and the solid-state

Having investigated the formation of the DPA microspheres in
solution, we next explored the formation of a co-assembly
between DPA and TCNB. As outlined above, CT interaction
induced formation of co-crystals is an interesting area of
research. In this context, we investigated the CT complex
formation between DPA and TCNB spectroscopically. Indeed,
© 2022 The Author(s). Published by the Royal Society of Chemistry
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on addition of TCNB (5 mM) to a solution of DPA (5 mM) in the
ACN/EtOH (20/80%) mixture, a light-yellow solution formed.
Upon increasing the percentage of water, the colour intensied,
and a light-yellow suspension was formed in ACN/EtOH/water
(10/40/50%) solvent (Fig. S12, ESI†). The UV-Vis absorption
spectra of DPA–TCNB (5.8 mM each) (Fig. S13, ESI†) solution in
the ACN/EtOH/water (12/48/40%) mixture showed the appear-
ance of a low-intensity new band within the 330–500 nm
window upon the formation of a yellow solution, indicating the
association between two components and the formation of a CT
band. When the DPA concentration was reduced, a higher
percentage of water was required to generate the suspension.
The absorption, uorescence emission and excitation spectra
(Fig. S14, ESI†) were also recorded concomitantly for the DPA–
TCNB (1 mM each) co-assembly with increasing water
percentage. No changes were observed in the emission wave-
length until the formation of the yellow suspension, when
a shi to longer wavelengths was observed (Fig. S14b, ESI†). In
solution, this emission band was not observed upon recording
the emission arising from the DPA suspension or the TCNB
solution (Fig. S15, ESI†) alone. We assigned the generation of
the green emission (which was clearly visible to the naked eye)
to a CT emission that is caused by aggregation of the two
components.16a A control experiment for the emission of DPA
alone with increasing water percentage showed a slight varia-
tion in intensity (Fig. S16, ESI†); however, no spectral shi was
observed. When the solid-state absorption was recorded for
DPA, TCNB and the DPA–TCNB co-assembly (Fig. 3b), in
contrast to what was seen for DPA or TCNB alone, and as was
observed in solution (Fig. S13, ESI†), an additional spectral
Fig. 3 (a) Schematic for charge transfer complex formation from the
DPA and TCNB co-assembly; (b) solid-state absorption spectra of only
DPA, TCNB and DPA–TCNB CT co-assembled materials, respectively;
(c) emission spectra for lex of 280 nm and 325 nm and excitation
spectrum for lem of 535 nm for the DPA–TCNB suspension (�162 mM);
inset pictures 1 and 2: DPA–TCNBCT suspension in daylight and under
a 365 nm UV lamp, respectively; (d) solid-state emission spectra of
DPA–TCNB for lex of 280 nm and 325 nm, respectively, and excitation
spectrum for lem of 535 nm; inset pictures 3 and 4: DPA–TCNB CT
powder in daylight and under 365 nm UV light, respectively.

© 2022 The Author(s). Published by the Royal Society of Chemistry
band was seen for the DPA–TCNB co-assembly, within the 350–
500 nm range. Furthermore, under UV-light, the solid gave rise
to green uorescence, which was visible to the naked eye.

The emission and excitation spectra recorded for both the
suspension and the isolated solid DPA–TCNB samples showed
bands that were structurally similar, with the uorescence
emission occurring within the 450–700 nm range with lmax at
535 nm and excitation spectra in the 270–500 nm range (Fig. 3c
and d). The excitation spectrum for the diluted suspension (162
mM) has lmax at 280 nm and 325 nm, and the concentrated
suspension (1mM) has lmax at 330 nmwith a low-intensity band
at 280 nm (Fig. S17, ESI†). For the solid DPA–TCNB sample,
a broad excitation spectrum was observed with lmax of 325 nm
(Fig. 3d), which indicates stronger aggregation in the concen-
trated suspension and solid-state compared to the diluted
suspension. The uorescence excitation bands in the 270–
500 nm range for both suspension and solid samples matched
well with the absorption spectra of the DPA–TCNB solid within
the same region (Fig. S18, ESI†), indicating that the emission
was unambiguously due to the CT interaction of DPA with
TCNB.

When the emission spectra were recorded for DPA–TCNB
with xed DPA (1 mM) and increasing TCNB (1–4 mM)
concentration, no signicant increase in the emission intensity
was observed (Fig. S19–S21, ESI†). Therefore, for the remaining
experiments, DPA and TCNB were used in a 1 : 1 ratio.

As was mentioned above, the formation of the DPA spheres
was found to be reversibly temperature-dependent. To under-
stand if such a thermo-responsive behaviour was also observed
for the DPA–TCNB samples, a heating–cooling experiment was
performed on a freshly prepared suspension (1 mM), where the
emission spectra were recorded as a function of temperature.
The overall results are shown in Fig. 4. Here, the CT induced
yellow suspension (DPA and TCNB (1 mM each) in ACN/EtOH/
water (8/32/60%)) turned into a clear solution upon heating
from 20 to 50 �C. The concomitant changes in the emission are
shown in Fig. 4a, while Fig. 4b shows that at 46 �C the emission
at 535 nm was completely quenched. Gratifyingly, these
changes were fully reversible as upon cooling (Fig. S22, ESI† and
Fig. 4b), the emission spectra showed that the CT band reap-
peared below ca. 46 �C. These observations signify the reversible
thermo-responsive behaviour of the suspension.
Fig. 4 (a) Emission spectra recorded for the DPA–TCNB (1 mM each)
CT suspension in ACN/EtOH/water (8 : 32 : 60%) on gradual heating
from 22 �C to 50 �C; (b) emission changes at 535 nm for the DPA–
TCNB CT suspension with increasing and decreasing temperature.

Chem. Sci., 2022, 13, 7805–7813 | 7807

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d2sc02097a


Chemical Science Edge Article

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 3

1 
m

ay
o 

20
22

. D
ow

nl
oa

de
d 

on
 1

7/
10

/2
02

5 
3:

12
:1

2 
p.

m
.. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n 
3.

0 
U

np
or

te
d 

L
ic

en
ce

.
View Article Online
Morphological and confocal uorescence microscopy
examinations of the DPA–TCNB co-assembly

Having illustrated the emission properties of the DPA–TCNB
assembly in solution, we next probed the morphological prop-
erties of this system. Here, SEM investigation of DPA–TCNB
solution in ACN/EtOH (20/80%) showed, as was the case of the
DPA (Fig. S7, ESI†), a well-separated spherical morphology
(Fig. 5a and S23, ESI†) for samples that were dropcast and dried.
The SEM images of the DPA–TCNB suspension in ACN/EtOH/
water (8/32/60%) showed aggregated spheres with crystalline
particles in some regions (Fig. 5b and c and S24, ESI†), which
may be due to either unreacted TCNB crystals or the initiation of
CT crystal growth.

As we had determined above, the CT co-assembly was
emissive in suspension, giving rise to green emission. Using
confocal uorescence microscopy, we demonstrated, in Fig. 5d,
that the spherical co-assembly morphology also gave rise to
green emission under 405 nm laser excitation. Furthermore, we
demonstrated that in solution the particle size increased over
time, and the time-dependent uorescence and SEM measure-
ment corroborated this (Fig. S25, ESI†). The encapsulation of
TCNB in the interior of the microsphere matrix minimized the
solvent-induced quenching effect, as well as the formation of an
extended CT network in the larger diameter microsphere
matrix, which led to an increase in emission with increasing
particle size. Therefore, as the particles grow from nanospheres
to microspheres aer 24 hours, the emission showed a sharper
rise, followed by slower rises on the second and third days as
particle growth slowly reached equilibrium (Fig. S25a†).
Fig. 5 SEM images of the dropcast and dried DPA–TCNBCT complex:
(a) clear solution in ACN/EtOH (20/80%) and (b and c) DPA–TCNB
suspension in ACN/EtOH/water (8/32/60%); (d) confocal microscopy
image of the dropcast and dried DPA–TCNB CT suspension recorded
under 405 nm laser excitation.

7808 | Chem. Sci., 2022, 13, 7805–7813
Solid-state crystallographic and powder diffraction
examinations of the DPA–TCNB co-assembly

Having demonstrated that the DPA–TCNB gave rise to green
emission, we investigated the solid-state behaviour of the
assembly to probe the supramolecular interactions causing the
CT excited state properties. Gratifyingly, single crystals of the
DPA–TCNB charge transfer complex suitable for X-ray diffrac-
tion analysis were grown from dissolution in an ACN/EtOH/H2O
(12/48/40%) mixture aer standing at room temperature for two
weeks.

The X-ray diffraction analysis of the yellow block crystals was
obtained and provided a structural model in the chiral triclinic
space group P1 (crystallographic data and renement parame-
ters are summarised in Table S1, ESI†). The asymmetric unit
contained one complete DPA molecule with one fully occupied
ethanol molecule and two fully occupied TCNB molecules per
DPA molecule as illustrated in Fig. 6. The extended structure of
the DPA–TCNB crystal is supported through both hydrogen
bonds and p/p interactions, as illustrated in Fig. 7a, which
shows that the TCNB guest molecule has p/p stacking inter-
actions with two adjacent DPA molecules through the naph-
thalene moieties. TCNB molecules are sandwiched in stacking
p/p interactions with the distance between rings (C16 to C21
and C38 to C43) is 3.364(3)�A (see also Fig. S27, ESI†). There are
also weaker C–H/O interactions between adjacent DPA moie-
ties with O9–H26–C26 distance of 3.261(4) �A and angle of
144.9(2)�. There is a hydrogen bond between naphthalene O7–
H7 and guest ethanol molecule oxygen O66, with an O7 to O66
distance of 2.665 �A at an angle of 134(4)�. To further visualise
intermolecular interactions in the extended structure, Hirshfeld
surfaces and resultant ngerprint plots were calculated illus-
trating the strong p/p interactions and C–H/O interactions
between moieties in this structure (Fig. S28, ESI†). Hence the
alternate stacking between donor DPA and acceptor TCNB and
hydrogen bonding with ethanol provides the system with the
directional organization for crystallization.

The powder X-ray diffraction (PXRD) pattern showed that
DPA itself is amorphous in nature, and the PXRD pattern of
DPA–TCNB indicates the presence of a single crystalline phase,
which matches well with the simulated pattern obtained from
the single crystal dataset at 100 K (Fig. 7b). TCNB has one
Fig. 6 Structure of the DPA–TCNB CT complex with heteroatom
labelling scheme. Selected hydrogen atoms are omitted for clarity.

© 2022 The Author(s). Published by the Royal Society of Chemistry
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Fig. 7 (a) Extended structure of the CT complex featuring numerous
p/p stacking interactions between the naphthalene ring and TCNB
guest molecules. Hydrogen atoms are omitted for clarity. DPA's C
atoms are coloured in green and TCNB's C atoms are coloured in deep
blue; O is in red, and N is in sky blue for both DPA and TCNB. (b) X-ray
powder diffraction pattern for the DPA–TCNB CT complex collected
at 298 K compared to those of DPA and TCNB and the calculated
pattern from the single crystal dataset of the DPA–TCNB co-crystal at
100 K.

Fig. 8 Emission spectrum for lex of 350 nm and excitation spectrum
for lem of 520 nm for the DPA–TCNB co-crystal; inset pictures: (a)
optical and (b) confocal microscopy images of the DPA–TCNB co-
crystal.
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distinct phase with sharp peaks in the diffraction pattern
compared to that of the CT crystal.
Fig. 9 Overview of the calculated energy level diagram and MO
diagram of DPA, TCNB and the DPA–TCNB complex obtained by
employing density functional theory. Orbital plots were generated with
a contour value of 0.04.
Additional analysis of the DPA–TCNB co-assembly

We have also recorded confocal images for the yellow co-crystals
analysed here, which showed green emission (Fig. 8, inset
pictures (a) and (b)). The emission maximum was slightly blue
shied with lmax at 520 nm compared to the microsphere
powder sample with lmax at 535 nm, and excitation spectra
recorded for crystals showed a similar CT band to sphere
samples (Fig. S18†), proving that the emission from the sphere
is solely due to charge-transfer interaction between the DPA
ligand and TCNB.

Thermogravimetric analysis (TGA) was carried out for DPA–
TCNB powder and DPA–TCNB crystal samples. The TGA curves
showed a slight reduction in mass at around 100 �C due to the
evaporation of solvent molecules. The changes in the TGA
curves for the co-assembled powder and co-assembled crystal
were well consistent with the mixed pattern in the TGA curves
observed for the DPA ligand and TCNB alone (Fig. S29 and
S30, ESI†).
© 2022 The Author(s). Published by the Royal Society of Chemistry
We also recorded the NMR spectra for DPA–TCNB powder
materials imaged in the SEM experiments. These showed the
coexistence of ligand and TCNB (Fig. S31, ESI†). The IR spectra
for the DPA–TCNB sample showed peaks at 3114 cm�1,
3084 cm�1, and 2247 cm�1 which correspond to the TCNB
peaks, and peaks at 3284 cm�1, 2978 cm�1, and 2933 cm�1

which are consistent with DPA peaks in similar regions
(Fig. S32, ESI†).
Molecular orbital and energy level calculations

Molecular orbital (MO) and energy levels were calculated for the
DPA, the TCNB and the DPA–TCNB charge transfer assembly, by
employing density functional theory (DFT). Fig. 9 depicts the
Chem. Sci., 2022, 13, 7805–7813 | 7809
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optimised geometry and the frontier orbital energies of DPA,
TCNB and their complex. It is evident from the gure that the
lowest unoccupied molecular orbital (LUMO) of the complex
(�3.8 eV) lies closer to the acceptor LUMO (�4.3 eV), while the
highest occupied molecular orbital (HOMO) (�6.8 eV) of the
complex is closer to the donor HOMO (�6.1 eV). From the MO
diagram, it is evident that the HOMO of the DPA + TCNB
complex is mainly located on the DPA–naphthyl moiety and the
LUMO is more localised in the TCNB moiety which conrmed
the charge-transfer complex formation between DPA and TCNB
via p–p stacking type of interactions.
Fig. 10 (a) Emission spectra recorded for only DPA–TCNB suspen-
sion, and DPA–TCNB–PYY suspensions with increasing dye concen-
tration. Excitation spectra recorded for same samples for (b) CT
emission at 535 nm and (c) pyronin Y emission at 580 nm. (d) Lifetime
data for 535 nm emission for DPA–TCNB and DPA–TCNB–PYY with
0.62 mM and 1.55 mM PYY.
Formation of a long-wavelength emitting PYY–DPA–TCNB tri-
component system

Having determined the CT nature of the DPA–TCNB co-
assembly, and carried out the above calculations, we further
explored the energy transfer properties of the assembly by co-
doping this assembly with an organic molecule that could
absorb the energy from the CT excited state, and emit at a long
wavelength, as depicted in Fig. 1. This would result in a three-
component co-assembly, functioning through initial CT, fol-
lowed by sensitisation of the third component. With this in
mind, we decided to use pyronin Y (PYY) and doped it into DPA–
TCNB microspheres as described in Section 5, ESI.† One of the
applications of pyronin Y is uorescent staining of nucleic
acids, especially RNA.18 Analysis of the emission spectrum of the
DPA–TCNB charge transfer assembly showed good spectral
overlap with the absorption spectrum of pyronin Y (Fig. S33,
ESI†), this being a condition for pyronin Y to function as an
energy transfer acceptor upon excitation of the DPA–TCNB
assembly. Hence, based on this knowledge, we doped the DPA–
TCNB spheres with pyronin Y at micromolar concentration
(<2 mol%).

Emission spectra were recorded for pyronin Y in the DPA–
TCNB–PYY tri-component assembly and compared with those
of two alternative self-assemblies, as controls, namely pyronin Y
encapsulated DPA spheres, and secondly, pyronin Y mixed with
TCNB solution, as well as a solution containing only pyronin Y
in an ACN/EtOH/water (8/32/60) mixture. High-intensity emis-
sion was observed for pyronin Y in the DPA–TCNB–PYY tri-
component assembly. Furthermore, lower intensity pyronin Y
centred emission was observed for the DPA–PYY sample, while
negligible emission was observed for the TCNB–PYY sample
and pyronin Y solution alone. This indicates that the emission
intensity rise for pyronin Y in the tri-component assembly is
due to an energy transfer from the green-emitting DPA–TCNB
complex to pyronin Y (Fig. S34 and S35, ESI†).

The uorescence emission was recorded in solution for the
DPA–TCNB–PYY tri-component assembly with increasing pyro-
nin Y concentration. As clearly demonstrated in Fig. 10a, the
intensity of CT and pyronin Y emission bands decreased and
increased, respectively, upon increasing the concentration of
pyronin Y. The excitation spectra were recorded for CT emission
at 535 nm upon addition of pyronin Y, which showed a reduc-
tion in intensity with increasing pyronin Y concentration as
expected (Fig. 10b), demonstrating that the reduction in CT
7810 | Chem. Sci., 2022, 13, 7805–7813
band intensity is due to sensitisation of the pyronin Y moiety.
Furthermore, the excitation spectra recorded for pyronin Y
emission at 580 nm in the DPA–TCNB–PYY tri-component
assembly show (Fig. 10c) a similar excitation band as
observed for DPA–TCNB for 535 nm emission, with intensity in
the order DPA–TCNB–PYY1.55 mM > DPA–TCNB–PYY0.62 mM >
DPA–TCNB, indicating increased energy transfer efficiency with
increasing dye concentration.

The excited state decay for CT emission at 535 nm was also
recorded at different pyronin Y concentrations. These were best
tted to bi-exponential decay, from which the average lifetimes
calculated for the DPA–TCNB bi-component and DPA–TCNB–
PYY tri-component assembly with pyronin Y concentrations of
0.62 mM and 1.55 mM were 78.48 ns, 69.75 ns, and 60.77 ns,
respectively (Fig. 9d and Table S2, ESI†). A decrease in the
excited state lifetime for CT emission at 535 nm was observed in
the presence of pyronin Y due to the energy transfer process.

The uorescence solid-state emission spectrum was recor-
ded for the resulting PYY–DPA–TCNB tri-component system
(1 mM DPA, 1 mM TCNB, and 2.17 mM pyronin Y), and
compared with the solid-state emission spectra of the PYY–DPA
and PYY–TCNB samples, as shown in Fig. 11. It is known that
pyronin Y, in the solid state, is non-emissive, due to
aggregation-induced self-quenching. However, within the PYY–
DPA bi-component system, a clear pyronin Y emission band was
observed, as demonstrated in Fig. 11, which summarises the
results obtained from this investigation. The DPA microsphere
matrix stops the uorescence self-quenching by ensuring
ordered assembly and inhibiting self-aggregation. Furthermore,
the pyronin Y emission intensity increased signicantly in the
PYY–DPA–TCNB tri-component assembly, and this was followed
by a concomitant decrease in the CT band at 535 nm, demon-
strating that sensitisation of the pyronin Y excited state occurs,
upon comparison with that observed for the DPA–TCNB
© 2022 The Author(s). Published by the Royal Society of Chemistry
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Fig. 11 Solid state emission spectra of DPA–TCNB (black line), DPA–
TCNB–PYY (red line), DPA–PYY (blue line), TCNB–PYY (green line),
DPA (violet line), pyronin Y (yellow line), and TCNB (greenish blue) on
325 nm excitation; inset pictures (a and b) in daylight, (c and d) under
a 365 nm UV lamp for DPA–TCNB (a and c) and DPA–TCNB–PYY (b
and d), respectively.

Fig. 13 Confocal images of (a) DPA–TCNB and (b) DPA–TCNB–PYY.
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assembly under the same experimental conditions. This
signies that the energy transfer from the DPA–TCNB CT
complex to pyronin Y in the microsphere matrix is highly
effective indicating a ‘stepping stone’ sensitisation of the
pyronin Y emitter. This emission was clearly visible to the naked
eye and is shown in Fig. 11a–d inset pictures.
Morphological and confocal uorescence microscopy
examinations of the DPA–TCNB–PYY tri-component system

Having examined the emission properties of the DPA–TCNB–
PYY tri-component system, we next investigated the morpho-
logical properties of the assembly. The SEM images recorded for
the DPA–TCNB–PYY assembly showed spherical morphology
(Fig. 12) and were similar to those of the DPA–TCNB co-
assembly. The wide size distribution was observed for the
particles with most particles within the �1.5–5 mm range.

Confocal uorescence images were also recorded for the
DPA–TCNB and DPA–TCNB–PYY systems with increasing PYY
concentrations. While for DPA–TCNB emission was observed
only in the green channel (Fig. 13a and S36a†) as previously
Fig. 12 (a and b) SEM images of pyronin Y doped DPA–TCNB
microspheres.

© 2022 The Author(s). Published by the Royal Society of Chemistry
demonstrated in Fig. 5, the emission from the DPA–TCNB–PYY
assembly was observed both in the green channel and red
channel (Fig. 13b and S36b–d†). Moreover, an increase in the
emission intensity (i.e. in the pyronin Y centred emission) was
also seen in the red channel upon increasing pyronin Y
concentration, mirroring that seen in solution and the solid
state discussed above. The extracted emission spectra from the
confocal microscopy scanning for DPA–TCNB and DPA–TCNB–
PYY with increasing pyronin Y concentration showed a slight
red shi in lmax at higher dye concentration (1.78 mM)
(Fig. S37†), which is due to the emission band at 575 nm for the
pyronin Y dye having higher relative intensity than the CT
emission band at 535 nm. Using confocal uorescence
microscopy, 3D images were generated for the DPA–TCNB–PYY
(Fig. S38 and S39, ESI†) assembly, which demonstrated the
spherical-shaped structure. The more intense CT emission was
observed from the centre of the sphere and while red pyronin Y
emission was observed uniformly from all over the sphere as
shown in Fig. S38 and S39.†
Conclusions

In conclusion, we have observed the formation of microspheres
from a low molecular weight bis-naphthyl dipicolinic amide
(DPA) derivative in an ACN/EtOH/water mixture. Furthermore,
green uorescent microspheres were formed by co-assembling
DPA with TCNB, which displayed an intensity rise with
particle growth as observed by uorescence and SEM investi-
gations. The solid-state structural analysis of a DPA–TCNB co-
crystal conrms the CT interaction between DPA and TCNB.
The alternative stacking arrangement was observed in the
extended crystal structure, which was characterized by PXRD,
and using solid-state emission and excitation measurement.
The MO diagram and energy level calculations re-established
that the CT complex formation induced green emission from
the DPA–TCNB co-assembly. We have observed that the micro-
sphere can act as a matrix for energy transfer, and energy
transfer was observed from the green-emitting CT complex to
the red-emitting pyronin Y dye in the tri-component co-
assembly. This work should motivate researchers to investi-
gate the effect of ligand chirality on CT emission of the co-
assembly and other light-harvesting assemblies. Furthermore,
Chem. Sci., 2022, 13, 7805–7813 | 7811
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it will be intriguing to investigate the formation of uorescent
co-crystals with similar types of molecules.
Data availability

Crystallographic data for the co-crystal has been deposited at
the Cambridge Crystallographic Data Centre (CCDC) under
deposition number 2155482. Experimental methods and data
and CIF les supporting the ndings of this study have been
provided as ESI.†
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