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Polymer-based room temperature phosphorescence has attracted great attention for potential
applications in organic light-emitting diodes, sensors, data encryption, and anti-counterfeiting. One of
the most applied strategies to realize efficient room-temperature phosphorescence (RTP) is to suppress
the non-radiative transition by introducing secondary interactions (hydrogen bonding, ionic bonding,
etc.) between phosphors and the polymer matrix. However, water and moisture will turn off the
phosphorescence emission by damaging the hydrogen bonding network. Besides, the role of the
polymer matrix in the photophysical process is still unknown. Herein, we successfully achieve robust
long-lived room temperature phosphorescence materials based on purely polycyclic aromatic
hydrocarbons (PAHSs) by in situ doping with a rigid polymer network during polymerization. The materials
exhibited an ultralong phosphorescence lifetime of up to 1.27 s, a large Stokes shift of 233 nm and a
remarkable duration of afterglow for over 12 s, which are extremely stable even under aqueous
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conditions. Photophysical analysis and transient absorption spectroscopy reveal that phosphorescence is
facilitated by accelerating the intersystem crossing (ISC) from singlet to triplet states and suppressing the

DOI: 10.1039/d2tc02557d non-radiative transition of the triplet excitons within the rigid polymer matrix. Furthermore, 3D
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phosphorescent structures and 2D large-scale, transparent displays with re-writable encoded
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Introduction

Room temperature phosphorescence (RTP) with persistent
luminescence has drawn increasing attention for application
in the fields of organic light emitting diodes, sensors, data
encryption, anti-counterfeiting, bioimaging, and so forth.'”
RTP is generated by the radiative transitions from the lowest
triplet state (T,) to the ground state (S,) at room temperature
and the long-lived excited T; state.*® Generally, emission from
the triplet state can be easily quenched via intermolecular
collision or energy transfer to oxygen.® Classical RTP chromo-
phores usually include heavy metal atoms, such as halogen, for
facilitating spin-orbit interactions or metal-ligand intersystem
crossing, thus populating the triplet excitons.’
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information are fabricated with the facilely processed PAHs@polymer RTP materials.

For overcoming the potential toxicity of heavy metal atoms,
pure organic-based RTP materials have gained increasing
attention due to their environmentally friendly, feasible
multi-chemical modification, mechanical flexibility, and
usually optical transparency.®® However, it is a challenge to
obtain both these advantages and excellent phosphorescence
performance. Currently, the reported organic RTP systems have
lifetimes in the range of hundreds of micro-seconds to seconds
and an afterglow durability of dozens of seconds, which has
plenty of space for improvement especially in comparison with
those of inorganic RTP materials. Therefore, developing new
strategies and new organic RTP materials with high afterglow
durability and long life time is highly needed. The phosphor-
escence performance is mainly influenced by the population of
triplet excitons, triplet oxygen quenching, and non-radiative
dissipations.® Therefore, it is crucial to boost the population of
triplet excited states and minimize non-radiative dissipation for
obtaining long lived RTP materials.'**> A common approach to
reducing the non-radiative dissipation is utilizing a polymer
matrix that provides a rigid environment to confine the vibra-
tion of the phosphors. Within the polymer network, varied

This journal is © The Royal Society of Chemistry 2022
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intermolecular interactions are usually introduced to enhance
the interaction between phosphors and polymers, including
H-bonding,'®"” ionic bonding," halogen bonding,"*'®'? and so
on. However, a weak intermolecular interaction is usually
sensitive to environments. For instance, high humidity could
weaken the H-bonding and ionic interaction so that phosphor-
escence would be quenched, which limits its bio-related appli-
cations, such as bioimaging and in situ sensing. Therefore, it is
urgent and challenging to obtain robust RTP materials with an
ultralong lifetime in a purely organic system under harsh
environments.>°

It is well-known that many polycyclic aromatic hydrocarbons
(PAHS) have a long triplet lifetime at low temperature.”® For
example, naphthalene, as a typical chromophore, has been
actively studied for a couple of years in fluorescent sensors
and electron transport materials, but has not been used as a
phosphor. The Jablonski diagram at 77 K revealed that
naphthalene has a long lifetime triplet state (¢(Ty) = 2.3 s).>?
PAHs have no heteroatoms, which can be an advantage to
overcome the environmental sensitivity issue of RTP materials
based on intermolecular interactions. However, to date, there
have been only a few reported PAH based organic RTP
systems, especially under development for solid polymer based
pure PAH RTPs. For instance, inclusion of cyclodextrin with
PAHs, deoxygenation and additional solvents containing
halogens,>*** or doping pyrene in amorphous polymers
(poly(vinyl acetate-co-acrylic acid) was needed in these
works.?

Herein, we demonstrate pure organic RTP materials with
robust and ultralong phosphorescence lifetime by using PAHs
(including naphthalene, phenanthrene and pyrene) as phos-
phors and polymethyl methacrylate (PMMA) with a rigid back-
bone chain as the matrix. Phosphorescence with an afterglow
duration of up to 12 s and a lifetime of 1.27 s is achieved. For
the first time, it was revealed that the PMMA matrix signifi-
cantly enhanced the population rate from the singlet to the
triplet exited states for the PAH based phosphors. Along with
the minimized non-radiative dissipation of phosphors by rigid
confinement of the PMMA chain, the PAHs@PMMA system
explored here can generate ultralong room temperature phos-
phorescence without the formation of secondary phosphor-
matrix interactions. Moreover, the phosphorescence showed
strong environmental adaptability, which is persistent even
after immersing in aqueous surroundings. The as-prepared
PAHs-RTP material can be used for fabricating large-scaled
2D re-writable displays and transparent 3D phosphorescent
objects. This work not only provides a promising RTP material
for applications in organic light emitting diodes, optics and
data encryption under extreme environments, but also points
to an alternative principle to construct an RTP system.

Results and discussion

Naphthalene (Nap), phenanthrene (Phe) or pyrene (Pyr) with
long triplet lifetimes at 77 K was chosen as phosphors to
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achieve room temperature phosphorescence materials with an
ultra-long afterglow. Phosphors were doped with the mono-
mers (methyl methacrylate, MMA) followed by in situ polymer-
ization to obtain well-dispersed PAHs@PMMA systems (see the
Experimental section for details). This procedure can reduce
the quenching of solvents and devote good processing feasi-
bility for large-scale fabrication (Fig. 1a). After UV light
(4 = 275 nm) irradiation for 3 min, a bright RTP emission was
observed with the naked eye even at a low phosphor concen-
tration of 10> mg mL . The color of afterglow can be tailored
with different PAH phosphors, in which Nap@PMMA and
Phe@PMMA exhibited green phosphorescence emission, while
Pyr@PMMA did an orange red one, indicating an afterglow
duration lasting for up to 10 s, 12 s, and 2 s, respectively
(Fig. 1Db).

As shown in the steady-state photoluminescence spectra
(Fig. 1c), Nap@PMMA, Phe@PMMA and Pyr@PMMA have the
main fluorescence emission bands at 320, 364, and 392 nm,
respectively. According to the RTP spectra (Fig. 1c), they indi-
cated dominant phosphorescence emission bands at 508, 500,
and 596 nm, respectively. Large Stokes shifts of above 200 nm
wavelength are demonstrated. Correspondingly, a long life-time
up to 0.90 s, 1.27 s, and 0.28 were obtained by fitting the time-
dependent RTP luminescence decay (Fig. 1d). These materials
displayed obvious afterglow emission with high brightness,
which was identifiable with the naked eye even in daylight
(photograph in Fig. 1a). Notably, macroscopic 3D objects
(e.g. bear- or flower-shaped structures) with long life phosphor-
escence can also be obtained by in situ polymerization in 3D
molds (Fig. 1e and Fig. S1, ESIt). In comparison, the naphtha-
lene sample was doped in PMMA solution, and the film was
obtained by drop casting in a PTFE mold. Similar phosphores-
cence spectra could be detected but the emission was very weak
(Fig. S2, ESIt). This suggested that doping the phosphor before
the in situ polymerization process was more efficient than
simple blending. As observed from the CIE coordinates
(Fig. 1f), the samples can display different colors by using
Nap@PMMA, Phe@PMMA and Pyr@PMMA.

Next, the photophysical properties of the Nap@PMMA were
investigated as an example for understanding the RTP emission
of the PAH@PMMA systems. As shown in Fig. 2a and Fig. S3
(ESIY), the absorption and fluorescence excitation spectra in the
wavelength range of 250-300 nm were similar, and revealed
that the fluorescence originated from naphthalene. The doped
naphthalene sample was in a dispersed state at the RTP film
instead of forming aggregation, according to the well over-
lapped spectra collected from its good solvent (hexane) and
PMMA film. The steady-state fluorescence spectrum exhibited
emission peaks from 310 nm to 390 nm (4,2 = 320 nm), and no
excitation-dependent fluorescence behavior was observed
(Fig. 2b and Fig. S3 and S4, ESIt). As demonstrated by the
time-resolved phosphorescence spectra with a maximum emis-
sion at Am.x = 508 nm, a large Stokes shift of more than 220 nm
was obtained, featuring the RTP characteristics. On decreasing
the delay time, an obvious increase in emission covering from
400 to 470 nm was detected (Fig. S5, ESIt). The lifetime at this

J. Mater. Chem. C, 2022,10, 17620-17627 | 17621


https://doi.org/10.1039/d2tc02557d

Published on 01 noviembre 2022. Downloaded on 16/10/2025 4:04:06.

Journal of Materials Chemistry C

a

) 2 02l |\
= O ___‘__/\\~,/»\~,__ —
O O’q 0 %oo 400 500 600 700 800

Nap Phe Pyr
@PMMA

o

@PMMA @PMMA

b

Inensity (a.u.)

UVon UVoff 2s 4s 10s

UVon UVoff 2s 5s 12s

UV on

UVoff 1s 2s 3s

View Article Online

Paper

Prompt <-- — Delay

i
[, — © S 0.4l

Nap@PMMA
Phe@PMMA
—— Pyr@PMMA

Wavelength (nm)

- Nap@PMMA (t= 0.90 s)
Phe@PMMA (t= 1.27 s)
- Pyr@PMMA (t= 0.28 s)

Fig. 1 Ultralong afterglow of PAHs doped in PMMA at room temperature. (a) schematic illustration of the phosphor in rigid polymer surroundings;
(b) luminescence photographs under 275 nm UV irradiation and at different time internals after UV irradiation (from up to down: Nap@PMMA,
Phe@PMMA, and Pyr@aPMMA); (c) steady-state fluorescence and delayed RTP spectra (delay time: 10 ms); (d) time-resolved RTP decay curves of
Nap@PMMA at 508 nm, Phe@PMMA at 500 nm and Pyr@aPMMA at 596 nm (lex = 275 nm); (e) transparent 3D bear of Nap@PMMA showing long-lived
RTP; (f) CIE coordinate diagrams of Nap@PMMA, Phe@PMMA, and Pyr@aPMMA.

region of Nap@PMMA at room temperature was much shorter
than that at 473, 508, and 573 nm (Fig. S6, ESIt). The excitation
spectra of phosphorescence showed a very similar peak pattern
and wavelength at 473, 508, and 573 nm, indicating the emis-
sion peaks came from the same excitation center. The emission
peak covering from 400 to 470 nm was reported from phos-
phorescence from naphthalene monomers, while the peaks at
470 to 700 nm were assigned to the radiative transition from
the excited triplet dimer.>® Furthermore, the emission intensity
indicated an exponential decreasing over time after turning off
the UV light (Fig. 2c).

The phosphorescence emission of Nap@PMMA with an
extended lifetime and enhanced emission intensity was
observed when decreasing the temperature to 77 K. The peaks
of the phosphorescence spectra over the range of 400 nm to
600 nm were all presented at varied temperatures from 77 K to
277 K. The calculated lifetime of 2.38 s at 77 K obtained by
exponentially fitting the decay curve is in great agreement with
a previous report (Fig. 2d and e).?* The reduced emission
intensity and lifetime with elevated temperatures are a result
of the increasing non-radiation transition at high temperature.
In which, the motion (rotation, vibration, and collision) of the
PMMA chain and naphthalene increased, resulting in partial
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suppression of the triplet excitons through increased non-
radiative dissipation.?®

Polymethacrylate (PMA) is used as a control matrix, which
also has a similar chemical structure but lower T, to study the
confinement effect of polymer surroundings on RTP. No
obvious afterglow is detected from Nap@PMA even under
vacuum (Fig. 2f and Fig. S7, ESIf), confirming that rigid
confinement'? from a stiff polymer chain is important for
RTP. Besides, it is worth mentioning that no afterglow was
detected from naphthalene solution in hexane at room tem-
perature. But at 77 K, the phosphorescence spectrum of
naphthalene solution in hexane could be obtained in the range
of 400 to 600 nm, consistent with that of Nap@PMMA (Fig. 2f).
Therefore, the rigid surroundings make a great contribution to
afterglow emission.

Notably, Pyr@PMMA showed the excitation and concentration-
dependent character of phosphorescence. The phosphorescence
emission of Pyr@PMMA was located at 520 nm, 596 nm, and
652 nm. The excitation spectra exhibit that the excited center of
520 nm emission was different from that of the 596 nm and
652 nm peaks, while the 596 nm and 652 nm emission presented
an increased excitation at 338 nm (Fig. S8, ESIt). When changing
the excitation wavelength to 338 nm, the intensity ratio of the peak

This journal is © The Royal Society of Chemistry 2022
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Fig. 2 Photophysical properties of phosphor@PMMA. (a) Absorption spectra of Nap@PMMA and naphthalene in hexane solution (c = 107> M);
(b) fluorescence spectra with different wavelength excitation; (c) time-dependent afterglow luminance delay of Nap@PMMA at 508 nm after the
excitation with 275 nm UV light; (d) phosphorescence spectra of Nap@PMMA at different temperatures; (e) lifetime of Nap@PMMA at different
temperatures monitoring at 508 nm excited with 275 nm; (f) phosphorescence spectra of Nap@PMMA, Nap@PMA and naphthalene in hexane solution;
(g) comparison of normalized phosphorescence spectra of PyraPMMA excited at 275 nm and 338 nm; (h) lifetime of PyraPMMA at different
phosphorescence emission peaks; (i) normalized phosphorescence spectra with different pyrene concentrations.

located at 520 nm to that at 596 nm drastically decreased (Fig. 2g).
Different emission peaks had different phosphorescence lifetimes,
and the related phosphorescence lifetimes at 520, 596, and 652 nm
were 0.17, 0.28 and 0.31s, respectively (Fig. 1d and 2h). It was
proposed that bands at 520 nm and 600 nm of Pyr@PMMA were
assigned to the triplet state from different Pyr excimers or
aggregates.”® This can also be demonstrated in phosphorescence
spectra with different pyrene concentrations from 0.0025 mg g~
to 0.25 mg g~ *. The phosphorescence spectra with different pyrene
concentrations all showed multiple bands from 450 nm to 750 nm
(Fig. 2i). With the increase of Pyr concentration, the intensity ratio
of emission at 520 nm and 596 nm increased correspondingly,
indicating that the longer wavelength emission should come from
larger aggregate emission. But when increasing the concentration
to 2.5 mg mL ™, the phosphorescence was too weak to be detected
under the same test conditions (Fig. S9, ESIt). Correspondingly, in
the fluorescence spectra, the increased ratio in a higher wave-
length was observed (Fig. S10, ESIT). This indicates that aggregates
at a high concentration led to the quenching of phosphorescence.

This journal is © The Royal Society of Chemistry 2022

To further understand the role of PMMA, femtosecond time-
resolved transient absorption spectra were obtained on
Nap@PMMA (Fig. 3a) and naphthalene in hexane at room
temperature (Fig. S11, ESIt). The characterized absorption
bands of the triplet excitons located in the range of 370-
430 nm were detected, which are assigned to the triplet-triplet
transition of naphthalene upon photoexcitation.?”*® For the
Nap@PMMA system, the absorbance reached its maximum
value after ca. 10" ps, which was three orders of magnitude
faster than that in hexane solution (10" ns) (Fig. 3b). The
phenomenon demonstrated strong evidence that the PMMA
surroundings facilitated the population rate of the triplet
excitons by accelerating intersystem crossing.

Generally, faster ISC might be a result of the enhanced spin-
orbit coupling, decreased energy gap between two electronic
states of different multiplicities or the formation of exciton
clusters.”® Experimentally, only photophysical dynamics of
naphthalene was changed when doped in PMMA. We are not
sure whether there are any C=O0- - -Ar and/or other interactions

J. Mater. Chem. C, 2022,10, 17620-17627 | 17623
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Fig. 3 (a) Transient absorption two-dimensional temporal evolution spectra at room temperature of Nap@PMMA; (b) transient absorption traces of
Nap@PMMA at 421 nm and naphthalene in hexane at 412 nm; (c) schematic illustration of a Jablonski diagram for long-lived RTP of the phosphor in our

system.

in the doping systems. The concentration was too low to be
detected in the solid state by spectroscopy characterization.
However, no obvious energy level change of the singlet and
triplet state was detected. From the emission spectrum of
naphthalene and absorption of PMMA, the energy transfer
from PMMA to naphthalene might not be the main reason.
With reference to a previous report,®® cluster excitons might
serve as the transient species to accelerate the ISC process.

Therefore, the polymer surroundings here played a key role
in the ultra-long afterglow (Fig. 3c). First, the PMMA acted as
highly rigid surroundings for the phosphors, suppressing the
non-radiative dissipations. The decreased non-radiation rate
(knr) promoted the phosphorescence lifetime (7,) and quantum
yield (¢,) from eqn (1) and (2), and satisfied &, > kn, + kq,>*"
enabling the remarkable long-lived phosphorescence at room
temperature. Besides, transient absorption indicated that the
PMMA matrix significantly promoted the intersystem crossing
(ISC) transition from the singlet to triplet state. The ISC process
was accelerated to achieve the condition ki > kg, resulting in
an efficient ;5. without using heavy atoms (eqn (3)). Accord-
ingly, @, was significantly enhanced.

The secondary interactions between phosphors and the
polymer matrix, such as hydrogen bonding, ionic bonding,*?
are not prerequisite in the current system, which is different
from the more common polymer-based RTP materials reported
previously. Therefore, the PAHs@PMMA demonstrated robust
humidity adaptability. The afterglow is persistent without any

17624 | J Mater. Chem. C, 2022,10, 17620-17627

noticeable reduction of phosphorescence intensity and dura-
tion time even by immersing in water (Fig. 4a—c). It is believed
that the as-prepared RTP materials have great potential for
applications in a highly humid environment.

In addition, only very weak RTP emission was detected with
a flashed UV irradiation. However, two orders of magnitude
enhancement of the afterglow intensity were observed with an
extended UV-irradiation of 3 min, showing an efficient UV light
irradiation-dependent behavior (Fig. S12a, ESIt). The enhanced
RTP emission can still be detected after exposure under an
ambient environment for 2 days or purging oxygen for 10 min
(Fig. S12b and c, ESI{). It was proposed that when electrons of
naphthalene were excited to the singlet state, some of them
would jump to the excited triplet state through an intersystem
crossing process. Excited triplet states in organic molecules can
be readily quenched by oxygen molecules via triplet-triplet
interactions, leading to non-radiative relaxation of the
emitter.”> When the Nap@PMMA film was irradiated by UV
light, the triplet oxygen in excited states was continuously
converted to excited singlet state oxygen (Fig. S12c, ESIf).**
The depletion of triplet oxygen by UV irradiation and the low
oxygen permeation rate into the PMMA matrix also contributed
to the photo-activated RTP emission.*>*®

Next, by utilizing the photo-activated RTP properties, differ-
ent phosphorescent patterns were successively written onto the
same transparent film with a photomask (Fig. 4d). For instance,
the transparent Nap@PMMA film was irradiated by UV light

This journal is © The Royal Society of Chemistry 2022
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Fig. 4 Long-lived RTP with water resistance. (a) Delayed RTP spectra (delay time: 10 ms) before and after water treatment; (b) time-dependent afterglow
luminance delay of Nap@PMMA before and after in water at 508 nm (excited with 275 nm UV light); (c) photographs of photo-activated long-lived RTP of
transparent Nap@PMMA film with a water drop on it; (d) schematic illustration of the process for the writing film using lithography; (e) application of
photo-activated RTP of Nap@PMMA of the rewritable and erasable display for data storage and encryption (writing by UV irradiation with photo-mask;
erasing under ambient conditions for 2 days); (f) photograph of the photo-activated long-lived RTP of transparent Nap@PMMA film with patterned
(marked with “love” in the center and four different patterns in the corners) UV exposure; (g) photographs of Nap@PMMA (with umbrella patterned UV

exposure) soaked in water after the UV light was turned off.

through a mask with a butterfly-shaped opening, and the
corresponding pattern with glowing green phosphorescence
emission was obtained. Then, the pattern could be erased by
keeping under ambient conditions for ~2 days or continuously
purging oxygen for 10 minutes, as the oxygen permeated into
the polymer matrix and quenched the triplet excitons. Next, the
second-round writing process can be repeated with another
mask, and a new glowing pattern was obtained (a bear foot-
print) (Fig. 4e). Furthermore, taking advantage of the in situ
polymerization strategy, a large-scale RTP film can also be
fabricated with writable and erasable properties (Fig. 4f). The
pattern could not be recognized with the naked eye. However,
the embedded image and information can be decoded after the
excitation of UV light. The as-prepared pattern in Nap@PMMA
was maintained even when soaked in water (Fig. 4g), which
showed the potential for water resistant applications. The

This journal is © The Royal Society of Chemistry 2022

rewritable feature of the as-prepared material makes it promis-
ing in applications such as encryption, anti-counterfeit and
information storage.

Conclusion

In conclusion, pure organic RTP materials without heavy atoms
were successfully achieved by simply in situ doping polycyclic
aromatic hydrocarbons (PAHs) as phosphors in the PMMA
matrix during polymerization. The afterglows of PAHs with a
large Stokes shift of more than 200 nm and an ultralong
duration of over 12 secs were achieved at room temperature.
The rigid PMMA matrix played a key role in promoting the
intersystem crossing of phosphors from the singlet to triplet
state and suppressing non-radiative dissipation. Extremely fast

J. Mater. Chem. C, 2022,10, 17620-17627 | 17625
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intersystem crossing in the order of tens of picoseconds was
experimentally observed for the first in the PMMA RTP system.
Furthermore, the PAHs@PMMA system demonstrated robust
water-resistant phosphorescence emissions due to the absence of
secondary interactions between phosphors and the matrix. The
potential applications of RTP materials in 2D displays and 3D
devices featuring ultra-long afterglow and writable/erasable proper-
ties were demonstrated simply by utilizing programmed molds.
The findings here provide a guideline for developing phosphor-
doped polymer RTP materials with ultralong phosphorescence
emission and good moisture-tolerance, which present a promising
platform for designing optics, light emitting diodes, and data
encryption technology working at high humidity.

Experimental section
Materials

Methyl methacrylate (MMA) and pyrene were purchased from
Sigma-Aldrich, 2,2’-azobis(2-methylpropionitrile) (AIBN) was
purchased from Sinopharm Chemical Reagent Co., Ltd,
naphthalene was purchased from Damas-beta and phenan-
threne was purchased from Aladdin, respectively. Naphthalene,
phenanthrene, pyrene and AIBN were purified by recrystalliza-
tion. Chemicals were purchased commercially and used with-
out further purification unless otherwise noted.

Fabrication of PMMA-PAH phosphorescence materials

The phosphor (0.02 mg mL ") and AIBN (0.6%) were added into
MMA. The mixture was degassed by a freeze-thaw cycle and
then pre-polymerized at 80 °C for 25 min. Then the pre-polymer
mixture was poured into the mold with 2D (e.g film) or 3D (e.g. flower
and bear) shapes for post-polymerization (40 °C for 10 hours, 70 °C
for 8 hours and then 100 °C for 2 hours) to obtain the target
materials, defined as Nap@PMMA, Phe@PMMA and Pyr@PMMA,
respectively. The thickness of the films is ca. 0.12 mm. If there are no
special instructions, the power of the 275 nm LED UV light for
sample treatment is 0.5 W and the irradiation time is 3 min.

Photophysical analysis

UV-Vis absorption spectra were obtained on an Agilent
Cary5000 UV-Vis spectrophotometer. The fluorescence proper-
ties were determined using a HORIBA Fluorolog-3 fluorescence
spectrophotometer with a xenon lamp. Phosphorescence spec-
tra were obtained using a Horiba FluoroMAX+ with a micro-
second flash lamp and a delay time of 10 ms. Afterglow spectra
were obtained using a HORIBA Duetta with a CCD detector. The
photos were recorded using a Canon EOS 70D camera.
Transient absorption (TA) spectra were collected using a
commercial transient absorption spectrometer (HELIOS, Ultra-
fast System) at room temperature. The 800 nm fundamental
pulses were generated from a Ti:sapphire laser system (Coherent,
Astrella, 35 fs, 7 mJ per pulse, 1 kHz repetition rate.). A 260 nm
pulse was used as the actinic pump for our TA experiment, which
was generated by 800 nm fundamental pulses via an optical
parametric amplifier (OPerA Solo, Coherent Inc.). The actinic

17626 | J Mater. Chem. C, 2022,10, 17620-17627
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pump power was then reduced to ~50 uW via a neutral density
filter. Broadband supercontinuum white light with a wavelength
ranging from ~340 nm to ~650 nm serves as the probe pulse.
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