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The possibility of enriching in YO the water molecules within hydrated biominerals
belonging to the Ca-pyrophosphate family was investigated, using liquid assisted
grinding (LAG) in the presence of “O-labelled water. Two phases with different
hydration levels, namely triclinic calcium pyrophosphate dihydrate (Ca,P,0,-2H,0,
denoted t-CPPD) and monoclinic calcium pyrophosphate tetrahydrate (Ca,P,0O5-4H,0,
denoted m-CPPT B) were enriched in O using a “post-enrichment” strategy, in which
the non-labelled precursors were ground under gentle milling conditions in the
presence of stoichiometric quantities of O-enriched water (introduced here in very
small volumes ~10 pL). Using high-resolution *O solid-state NMR (ssNMR) analyses at
multiple magnetic fields, and dynamic nuclear polarisation (DNP)-enhanced 'O NMR, it
was possible to show that the labelled water molecules are mainly located at the core
of the crystal structures, but that they can enter the lattice in different ways, namely by
dissolution/recrystallisation or by diffusion. Overall, this work sheds light on the
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importance of high-resolution YO NMR to help decipher the different roles that water can
play as a liquid-assisted grinding agent and as a reagent for ’O-isotopic enrichment.

Introduction

Despite the increasing number of mechanochemical synthetic procedures being
developed to prepare molecular and materials systems, the exact details of how
reactions occur are still unclear in many cases. Most frequently, ball-milling (BM)
reactions are performed in closed jars, where the course of the reaction is fol-
lowed by stopping the milling process, and analysing the reaction medium using
techniques like powder X-ray diffraction (pXRD) and IR/Raman spectroscopies.
Yet, such analyses are often insufficient when studying the formation and nature
of amorphous or disordered intermediates, as they cannot provide straightfor-
ward identification of these species. A contrario, because it is sensitive to the local
environment of nuclei, solid-state NMR (ssNMR) is a highly valuable approach for
helping determine the nature of amorphous/disordered compounds. As such, it is
no surprise that there are an increasing number of examples in which ssSNMR has
been used to help understand reaction mechanisms in ball-milling." Among
representative works, one can cite (i) the study by Baxter et al. on the mechano-
chemical amorphisation of cadmium based ZIFs using *C, N and '**Cd
ssNMR;* and (ii) the studies by MacKenzie and co-workers on the mechano-
chemical synthesis and also amorphisation of aluminosilicates like mullite, using
/Al ssSNMR.?

Oxygen-17 stands out as a highly attractive probe for gaining deep insight into
the composition of reaction media in ball-milling via ssNMR. Indeed, its chemical
shift scale exceeds 1000 ppm (against only ~200 ppm in the case of '*C).
Furthermore, oxygen-17 ssNMR also offers the possibility of reaching comple-
mentary information on the local bonding environment of oxygen by measuring
the 7O-quadrupolar parameters, as the spin of 7O is 5/2. The first evidence of
the interest in using high-resolution 7O ssNMR (as well as MAS-DNP - magic
angle spinning dynamic nuclear polarisation) to investigate reaction mechanisms
in ball-milling was provided by Chen et al., who looked into the formation of
chemical bonds between reacting silica and titania particles and provided
evidence of the formation of Ti-O-Si bridges after only 3 minutes of milling.
Subsequently, Leroy et al. demonstrated that 'O ssNMR analyses could provide
valuable insight into the structure of Zn-terephthalate phases, isolated in pure
form using ball-milling and operando analyses of the reaction medium.® Lastly, in
a recent investigation by Goldberga et al., it was shown that the water molecules
within calcium oxalate hydrates could be enriched in 70O, further enabling to
investigate the dynamics of the water molecules within these crystalline phases.”
Moreover, the isotopic labelling of the water molecules in *H and *°0 was also
performed as part of the same work. This particular isotopic enrichment was used
to help rationalise the reaction mechanisms occurring in ball-milling during the
isotopic labelling, by showing that the enrichment process predominantly
occurred by a dissolution-recrystallisation mechanism.

Beyond enabling a better understanding of ball-milling reactions, the possi-
bility of using mechanochemistry to enrich water molecules in 7O within
hydrated materials, like calcium oxalate monohydrate, is very attractive. Many of
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the minerals found in natural environments contain “water”; however, the exact
way in which these molecules can enter, stabilise or affect the properties of
different crystal structures is often unclear and requires investigation.® This is
particularly the case for the water molecules within the biomineral phases present
in living organisms. For instance, different phases of hydrated calcium pyro-
phosphates with a general formula of Ca,P,0,-nH,0 (with n = 0, 1, 2, 3, and 4)
have been reported and studied, some of which are known to be part of patho-
logical calcifications which can form in joints (in diseases like pseudo-gout).®
Even for the most studied dihydrate and tetrahydrate forms, their crystallisation
and interconversion still need to be clarified. Thus, high-resolution "’O NMR
appears as a desirable tool for looking more specifically at the water molecules in
the crystal structures. However, the very high cost of ’O-enriched water (up to
more than 2000 € per mL for water enriched at 90% in '’0O) makes preparing such
compounds prohibitively expensive when using standard precipitation condi-
tions in an aqueous solution. This explains why this analytical technique has
never been used so far for studying such phases. Being able to carry out the "O-
isotopic labelling by engaging only microlitre quantities of enriched water, as
recently done for calcium oxalate monohydrate (COM) and calcium oxalate
dihydrate (COD),” thus appears highly attractive.

This manuscript aims to investigate how ball-milling can be used to enrich
water molecules found in hydrated Ca-pyrophosphates in oxygen-17. The focus
was mainly set on the labelling of two crystalline phases (Fig. 1): monoclinic
Ca,P,0,-4H,0 (m-CPPT, under its p form) and triclinic Ca,P,0,-2H,0 (¢-CPPD).
First, the ball-milling conditions were optimised in view of the enrichment, using
various analytical techniques, including pXRD and *'P ssNMR. Then, the isotopic
enrichment in 'O was investigated using ssSNMR as well as MAS-DNP analyses,
and experimental "’O MAS NMR spectra were compared to those calculated from
GIPAW-DFT methods. From a more general perspective, how such experiments
and characterisations can help inform on reaction mechanisms in ball-milling is
discussed.
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Fig.1 Representation of the crystal structures of the two calcium pyrophosphate hydrates
enriched in 7O as part of this work.
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Experimental section
Reagents and synthetic equipment

Monoclinic calcium pyrophosphate tetrahydrate (m-CPPT B, Ca,P,0,-4H,0), and
triclinic calcium pyrophosphate dihydrate (¢-CPPD, Ca,P,0;-2H,0) were synthesised
by following or adapting previously published procedures.” H,'’O (~40% or ~90%
0 enrichment) was purchased from CortecNet and used as received. All milling
experiments were carried out in a Retsch Mixer Mill MM400 apparatus operated at
room temperature (22 =+ 4 °C). Polytetrafluoroethylene (PTFE) balls (10 mm diameter)
with a stainless-steel core were purchased from Retsch. Milling jars, beads, and micro-
syringes (used to introduce the labelled water) were dried under vacuum before use.

Labelling of calcium pyrophosphate tetrahydrate (m-CPPT ()

One PTFE ball with a stainless-steel core was placed in a 10 mL stainless steel
grinding jar (with a screw-top lid). Non-labelled m-CPPT B (60 mg, ~0.2 mmol) was
then added. Isotopically enriched water (14 pL, ~0.8 mmol) was then deposited on
the reactor's wall. The jar was closed, sealed with parafilm and subjected to
grinding for 5 minutes in the mixer mill operated at 25 Hz. The material was then
recovered by gentle scraping of the jar walls and dried under vacuum for 5 minutes
to remove excess water. The sample (m = 58 mg) was stored in a parafilmed glass
vial placed in a container with molecular sieves at —16 °C until further use. Prior to
any characterisation by pXRD, SEM, and 7O NMR spectroscopy, samples were
taken out of the freezer and left thawing for 30 minutes.

Labelling of calcium pyrophosphate dihydrate (¢-CPPD)

One PTFE ball with a stainless-steel core was placed in a 10 mL stainless steel
grinding jar (with a screw-top lid), followed by t-CPPD (60 mg, ~0.2 mmol), and
finally, *’O-enriched water (7 pL, ~0.4 mmol) was deposited on the reactor's wall.
The jar was closed, sealed with parafilm and subjected to grinding for 5 minutes
in the mixer mill operated at 25 Hz. The material was then recovered by gentle
scraping of the jar walls and dried under vacuum (m = 55 mg). The sample was
stored under the same conditions as labelled m-CPPT (.

Powder X-ray diffraction (pXRD) and scanning electron microscopy (SEM)
characterisations

PXRD analyses were performed on an X'Pert MPD diffractometer using CuK,;
radiation (A = 1.5406 A) with the operating voltage and current maintained at 40
kv and 25 maA, respectively. X-ray diffractograms were recorded between 5° and
60° in 26, with a step size of 0.017° (with count time per step of ~50 s).

SEM analyses were carried out on a Zeiss Evo HD15 scanning electron
microscope equipped with an Oxford Instruments X-MaxN SDD 50 mm?* EDXS
detector. Before the SEM analyses, samples were deposited on double-sided
conducting carbon tape and then metallised with carbon.

31p solid-state NMR experiments

The *'P NMR experiments were performed at 7.0 and 14.1 T on Varian VNMRS
spectrometers (ICGM, France), using 3.2 mm HX or HXY probes, operating at
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3P Larmor frequencies of 121.44 and 242.82 MHz, respectively. Samples were
spun at a frequency of 8 kHz (without temperature regulation). "H-*'P cross-
polarisation (CP) MAS (Magic Angle Spinning) NMR experiments were per-
formed at 7.0 T using 'H 90° pulse of 2.5 us, and a contact time of 3 ms, using
aramped pulse on "H, and a square pulse on *'P. During acquisition, SPINAL-64
"H decoupling was used.’ Further experimental details are given in Table S1.7 A
CP-INADEQUATE (Incredible Natural Abundance Double Quantum Transfer
Experiment)** *'P MAS NMR experiment was also carried out at 14.1 T on the ¢-
CPPD phase after milling. *'P chemical shifts were referenced to hydroxyapatite
at 2.8 ppm.

70 solid-state NMR experiments

Oxygen-17 solid-state NMR (ssNMR) spectra were recorded at multiple magnetic
fields (B, = 9.4, 14.1, 18.8 and 35.2 T) at different NMR facilities (ICGM in
Montpellier, UCCS in Lille and MagLab in Tallahassee). '”O chemical shifts were
referenced using tap water at 0.0 ppm (or D,O at —2.7 ppm).

70 ssNMR experiments were performed at 9.4 and 14.1 T on Varian VNMRS
spectrometers (ICGM, France), using 3.2 mm HX or HXY probes, operating at
70 Larmor frequencies of 54.18 and 81.31 MHz, respectively. Samples were
spun at the magic angle, at a frequency of 18 kHz, and with temperature regu-
lated at 0 °C. The 1D 7O MAS (Bloch decay) NMR experiments were performed
using a 1.0 us excitation pulse (which would be a 30° tilt angle on a liquid). The
double-frequency sweep (DFS)'? enhancement scheme was used in some of the
experiments. The experimental parameters were as follows: DFS pulse of 500 ps
(with RF of ~10 kHz), with a sweep width between 80 and 200 kHz, followed by
an excitation pulse of 1.0 ps. SPINAL-64 'H decoupling was applied in some
experiments. Other details, such as the RF power used for decoupling, recycle
delays, and the number of transients, are reported in Table S1.1 An additional
DFS-echo '”0O MAS NMR experiment was recorded for the m-CPPT B phase at 100
K using the 14.1 T MAS-DNP instrument of the MagLab in Tallahassee (operated
without microwave irradiation),"* and spinning at 13 kHz. The echo delay was set
to 1 rotor period, the recycle delay used was 1 s, and the number of scans
acquired was 4096.

At 18.8 T, 7O MAS NMR spectra were recorded on a Bruker Avance NEO NMR
spectrometer (UCCS, France) equipped with a 3.2 mm HX probe operating at 7O
and 'H frequencies of 108.46 MHz and 800.12 MHz, respectively. The spinning
frequency was controlled at 16 kHz, with the temperature regulated at 0 °C. The
1D 7O MAS (Bloch decay) NMR experiment was performed using a 1.0 us pulse for
excitation (corresponding to a 22.5° tilt angle on a liquid). The recycle delays and
number of transients acquired in each experiment can be found in Table S1.}

At 35.2 T, O MAS NMR analyses were performed using the SCH magnet* at
the NHMFL (Maglab, USA) on a Bruker Avance NEO NMR spectrometer equipped
with a 3.2 mm single-resonance MAS probe operating at a *’O frequency of 203.36
MHz. The spinning frequency was set to 18 kHz with temperature control
at +10 °C. The 1D 7O Hahn echo experiment was recorded using one rotor period
with a /2 and 7 pulse lengths of 5.0 and 10.0 ps, respectively. No 'H decoupling
was applied for this experiment. The recycle delay and number of transients
acquired can be found in Table S1.}
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70 dynamic nuclear polarisation NMR

The MAS-DNP experiments were carried out in Tallahassee on a 14.1 T magnet
equipped with the gyrotron operating at 395.17 GHz with 12 W power."® The
temperature for VI/bearing/drive gas was 92/100/105 K and 98 K without micro-
wave irradiation, and the sample was spun at 13 kHz. The labelled m-CPPT
B sample was impregnated with a 10 mM solution of AMUPol* in d®-glycerol/D,0O/
H,O (6/3/1 %v) (about 15 mg of m-CPPT B impregnated with 9 uL of AMUPol
solution), and packed into a 3.2 mm sapphire rotor. It should be noted that
impregnation with another radical solution (13 mM TEKPol in 1,1,2,2-tetra-
chloroethane) did not generate hyperpolarisation on m-CPPT B. Three freeze-
thaw cycles were applied to the sample before insertion into the probe. The
packed rotor was also prespun using a benchtop spinner at room temperature to
ensure stable spinning. The enhancement was ¢,n/06¢ = 25 and the build-up Ty =
4 5. For m-CPPT B, the O{'H} DNP CPMAS experiments were then performed on
a 3.2 mm HXY probe using HCO configuration. The initial "H CP 90° pulse was 2.5
ps, and a contact time of 1.5 ms with ~100 kHz RF field was used. SPINAL-64 'H
decoupling was applied during acquisition (~100 kHz). The recycle delay was set
to 5 s, and the number of scans acquired was 10 150.

To ensure the signals measured arise from m-CPPT B only, we measured the
natural abundance of 7O arising from the DNP matrix alone. 30 uL of the solution
was packed into a sapphire rotor which led to an enhancement of 150. Under
these conditions, natural abundance '’O signals could be detected, but their
intensity was a fraction of the signals measured for the impregnated m-CPPT f.

Lastly, it is worth mentioning that the DFS-echo 7O NMR spectrum of the
impregnated m-CPPT 3 phase was also recorded at 100 K (in the absence of DNP),
using a recycle delay of 0.5 s, and acquiring 4096 scans. No significant difference
was observed compared to the non-impregnated material.

Computational studies, including '’O GIPAW-DFT calculations of NMR
parameters

Geometry optimisations for m-CPPT B and ¢CPPD structures were carried out
using the crystallographic data reported in the literature, as in our previous
experimental/computational study on calcium pyrophosphates, which corre-
sponds to 92 atoms per m-CPPT B structure relaxation, and 34 for -CPPD.’ First,
the missing protons were added to the structures. Atomic positions were then
relaxed using the Vienna ab initio simulation package (VASP),'® based on the Kohn-
Sham density functional theory (DFT), and using a plane-wave pseudopotential
approach with an energy cut-off of 600 eVand 2 x 2 x 2 or 3 x 3 x 3 k-point mesh
for m-CPPT P and ¢-CPPD, respectively. During the geometry optimisation, unit cell
parameters were kept fixed to ensure consistency between the experimental and
optimised structures. Structural optimisations were performed by relaxing H
positions only, as in our previous study on calcium pyrophosphates.*

NMR parameters were calculated for all structures using the QUANTUM-
ESPRESSO code," keeping the atomic positions equal to the values previously
determined using VASP. The Perdew-Burke-Ernzerhof (PBE) generalised gradient
approximation was used," and the valence electrons were described by norm-
conserving pseudopotentials® in the Kleinman-Bylander form.*® The shielding
tensor was computed using the GIPAW approach.”* The wave functions were

This journal is © The Royal Society of Chemistry 2023 Faraday Discuss., 2023, 241, 250-265 | 255


http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d2fd00127f

Open Access Article. Published on 17 agosto 2022. Downloaded on 16/10/2025 23:17:16.

This articleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

View Article Online
Faraday Discussions Paper

expanded on a plane wave basis set with a kinetic energy cut-off of 80 Ry. The
calculations were done using the same k-space mesh density as for relaxation.

The isotropic chemical shift d;s, is defined as 65, = —(0 — 0yef), where o is the
isotropic shielding and o, is the isotropic shielding for the same nucleus using
a hydrate reference system, in a similar way as in our previous work on calcium
oxalate monohydrate.” For these hydrates, the maximum deviation between
experimental and DFT-calculated ”O isotropic shifts was found to be 6 ppm.” The
quadrupolar moments (Q) used to calculate the Cy of 7O was —2.558 fm>.2
Calculated values are reported in Table S2 (ESIt).

Results and discussion

Similar liquid-assisted grinding (LAG) conditions as reported previously for the
labelling of COM” were used: 60 mg of calcium pyrophosphate hydrate were
milled for just 5 minutes at 25 Hz in the presence of microlitre-quantities of water
(~7 and 14 pL for +CPPD and m-CPPT B, respectively), using a stainless-steel
reactor containing 1 PTFE-coated bead. After the reaction, the products were
characterised by various techniques, including pXRD and scanning electron
microscopy (SEM). These milling conditions were initially tested using non-
labelled water, before switching to '’O-enriched water.

As shown in Fig. 2, in the case of m-CPPT B, particles with platelet-
morphology were still observed after 5 minutes of milling, and the pXRD
pattern essentially resembled that of the starting material, with only some
changes in relative intensity of diffraction peaks due to modifications in the
particle morphology and packing (thereby affecting the preferential orientation
effects apparent in pXRD analyses). Regarding ¢-CPPD, although pXRD analyses
also showed that the compound remained crystalline after the milling, more
careful analyses of the baseline of the patterns suggested that small traces of

a/
H,"70 (n eq)
Ca,P,0,nH,0 Ca,P,0,nH,0
BM, 5 min, 25 Hz
b/ monoclinic Ca,P,0,4H,0 c/ triclinic Ca,P,0,2H,0
m-CPPT B t-CPPD

Ca,P,0,-4H,0 1.Ca;P,0,2H,0

24000
5100
Y 2
16000 Ca;P,0,-4H,"0 oo tCa;P,0,+2H,"0
8000 — ;1700
Tm ]

Ca;P,0;-4H,"0

°

1Ca,P,0,-2H,""0

Counts /a.u.
2
3
g
Counts / a.u

3900 —— tCa,P,0,-2H,0
Ca,P,0,-4H;0 2600
4800 1300

©
-3
3
3

°
°

10 20 30 40 50 60 10 20 30 40 50 60

26 Angle (°) 26 Angle (°)
Sm 3hm

Fig. 2 (a) Scheme showing the equilibration conditions used for the isotopic enrichment
of water molecules in m-CPPT B and t-CPPD phases using ball-milling (only a fraction of
the YO-enriched water replaces non-labelled water molecules initially present in the
lattice); (b) pXRD and SEM analyses of m-CPPT B before and after BM; (c) pXRD and SEM
analyses of t-CPPD before and after BM. An expansion of the pXRD patterns of t-CPPD
before and after milling is shown in Fig. S1 (ESIT).
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the monoclinic calcium pyrophosphate dihydrate polymorph (Ca,P,0,-2H,0,
denoted m-CPPD) may be present, as shown in Fig. S1 (ESI{). Moreover, SEM
images revealed a much more pronounced change in particle morphology
compared to m-CPPT .

As pXRD informs on the crystalline phases present in materials, comple-
mentary *'P NMR analyses were carried out under magic angle spinning (MAS). As
can be seen in Fig. 3, in the case of m-CPPT B, the spectrum after milling was
essentially the same as the one of the starting material. This shows that neither
crystalline impurities nor amorphous by-products were formed during the
milling. Concerning ¢-CPPD, in addition to the signals expected for pyrophos-
phates in a crystalline -CPPD phase,* an additional resonance at ~—9.9 ppm
could be observed. A complementary 2D *'P-*'P INADEQUATE experiment was
performed, showing that this resonance correlates well with another weak-
intensity one at ~—5.9 ppm (see ESI, Fig. S21). Based on previous *'P MAS
NMR analyses of hydrated calcium pyrophosphates,® both resonances belong to
the pyrophosphate unit of the m-CPPD impurity which was detected in pXRD. It is
important to highlight that just like for the m-CPPT B phase, no amorphous
component could be detected by *'P NMR.

Given that for m-CPPT B and ¢~-CPPD the milling conditions were gentle enough
to maintain the crystallinity of the starting materials, with only very limited
transformation into other hydrates, '’O NMR analyses were performed. The 70
MAS NMR spectra of the isolated phases are shown in Fig. 4. Due to the quad-
rupolar nature of oxygen-17, these analyses were performed at different magnetic
fields (9.4, 14.1, 18.8 T and 35.2 T). For both compounds, a broad asymmetric 'O
NMR signal was observed in just a few hours, which is consistent with what one
may expect for water molecules within solid environments.” This is especially
evident when measurements at a lower magnetic field are considered, as the
second order quadrupolar lineshape becomes more visible (see Fig. 4, analyses at
9.4 and 14.1 T). Importantly, if the added enriched water had stayed under
a “liquid” form in the isolated product (for instance, by forming a weakly-bound
layer adsorbed at the surface of the crystallites), a much narrower and symmetric
signal, centred around 0 ppm, would have been obtained in 7O NMR.

m-Ca,P,07 - 2H,0

m-Ca,P,0; - 4H,'70 t-Ca,P,0; * 2H,"70

m-Ca,P,0;  4H,0 t-Ca,P,0; - 2H,0

10 5 0 -5  -10 -15 -20 10 5 0 -5  -10 -15 -20
53P/ppm 53'p / ppm

Fig.3 3P CPMAS NMR spectra of m-CPPT B (left) and t-CPPD (right) before and after BM,

showing the formation of a new by-product after milling t-CPPD, which was identified as

m-CPPD (green-shaded zone). Only the region with isotropic >*P chemical shifts is shown
here.
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(NMR and DNP at 14.1T)
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. . . . . . .
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Fig.4 O MAS NMR spectra of (a) m-CPPT B and (b) t-CPPD after O-labelling using BM,
recorded at different magnetic fields (9.4, 14.1, 18.8 and 35.2 T). Zoom into the lineshapes
recorded at 35.2 T is provided in the ESI (Fig. S31). (c) Low-temperature O MAS NMR and
DNP-enhanced NMR analyses of the m-CPPT 3 phase at 14.1 T (see experimental section
for details). “*" symbols correspond to spinning sidebands.

Complementary analyses using DNP were also performed on the m-CPPT j phase,
showing that its 'O signature mainly comes from the “core-like” enriched water
molecules rather than surface ones (see Fig. 4c). Indeed, the DNP spectra
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recorded using "H — 'O CPMAS sequence, in which the "H are initially excited
through the radicals of the impregnating solution (meaning that they are more
representative of surface water 7O signature), show a different signature than the
direct excitation '”O NMR spectra (recorded with a DFS-echo sequence) obtained
at the same field and temperature. Overall, these analyses show that during the
liquid-assisted grinding process, the very small amount of labelled water added
also plays the role of a reagent, enabling the isotopic enrichment to occur, and
leading to an overall exchange with non-labelled water molecules initially present
in the hydrated crystal structures. Such information could not have been reached
in the absence of isotopic labelling of the water molecules.

To further analyse the '”O MAS NMR spectra, ab initio calculations of the "0
NMR parameters were performed using the GIPAW-DFT method (see Table S2,
ESIf). For each structure, the 7O NMR parameters of the crystallographically
inequivalent water molecules in the crystal structure were calculated (calculations
being performed at 0 K), and the corresponding '’O MAS NMR spectra were
simulated, and compared to the experimental ones. For the ¢-CPPD phase (see ESI
Fig. S41), the overall lineshape calculated for the water molecules reproduces
relatively well the experimental one, especially when looking at the breadth of the
signal (which mainly arises from the second order quadrupolar broadening). The
2 water sites were not resolved at this stage. Further analyses using Multiple-
Quantum Magic Angle Spinning (MQMAS) NMR sequences would be needed
for this,” which is beyond the scope of the present work. Here, only an average
isotropic shift i, and quadrupolar parameter P, were determined for the 2 sites,
by considering the change in peak maximum position as a function of the
magnetic field (see ESI, Fig. S51). Nevertheless, the changes in 7O linewidth as
a function of the magnetic field reflect the presence of more than one water
environment in the material. It is important, however, to highlight that the
experimental '’O MAS NMR spectrum of enriched ¢-CPPD is more similar to the
one calculated for the -CPPD phase, rather than the m-CPPD polymorph (see ESI
Fig. S4t1), suggesting that the enriched water is mainly located in the core of the
former compound (rather than in the less abundant m-CPPD by-product which is
formed during milling).

Regarding the m-CPPT B phase (see ESI, Fig. S67), the overall experimental
lineshape was found to differ more significantly compared to the DFT-calculated
one. First, it should be noted that the four crystallographically distinct water sites
of m-CPPT f could not be resolved using 1D MAS experiments, nor 2D MQMAS
experiments (data not shown). At this stage, only an average isotropic shift ;5, and
quadrupolar parameter P, were determined for the water sites, by considering the
change in peak maximum position as a function of the magnetic field (see ESI,
Fig. S71). However, it is worth noting that despite the lack of resolution, the
evolution of the linewidth as a function of the magnetic field reflects the presence
of more than one water site, and preliminary evidence of a higher frequency water
resonance can even be noticed at the ultra-high magnetic field (35.2 T data, high-
frequency tailing — see orange arrow in Fig. S3at). The presence of such a signal
would be consistent with the GIPAW-DFT calculations, which show a distinct high
chemical shift water site (see Oy, in Table S2t). Second, it should be highlighted
that the experimental 'O NMR spectrum of m-CPPT B is clearly narrower than the
one calculated by DFT. Such difference can be indicative of rapid reorientations of
the water molecules within the crystal structure at room temperature, which
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would lead to a partial averaging of the apparent quadrupolar coupling constant
in 70O NMR, leading to a difference with the DFT results (as calculations are
performed at 0 K). Considering the crystal structure of m-CPPT f (Fig. 1), the
observation of such water dynamics at room temperature is actually not fully
surprising. Indeed, the water molecules in this structure are all within the same
interlayer space (water layer thickness ~4 A), where they interact with each other
through hydrogen-bonding, and are capable of easily changing their local
orientation. After ball-milling, the sheet-like morphology of the crystallites is
maintained (as shown by SEM, Fig. 2b), and the crystal structure is preserved (as
shown by XRD, Fig. 2b), which implies that the enriched water molecules are most
likely also present in the hydrated layers and prone to similar motions. As
a matter of fact, even after cooling the sample down to 100 K, only a slight
broadening of the '’O resonance is observed in NMR, showing that local move-
ments of the water molecules in the interlayer space are still present (see Fig. 4c,
top spectra recorded at 273 vs. 100 K).

The 7O NMR analyses also revealed that the '’O-enrichment level was
significantly different between the m-CPPT B and ¢-CPPD phases, despite both
samples having been labelled using similar milling conditions. Indeed, 'O MAS
NMR spectra of the m-CPPT B phase were systematically obtained with better
sensitivity than for the ¢-CPPD phase, a difference which could not be accounted
for by simply considering the difference in the mass percentage of H,O between
both phases (see ESI, Fig. S8, for a quantitative comparison). The comparison of
the crystal structures of the m-CPPT B and ¢CPPD phases can explain why such
differences in labelling rate are observed by '’O NMR. In the former case, water
molecules are all present within a layer, with notably “weak” hydrogen-bonding
interactions between them, with one water molecule not coordinated to Ca*".
For ¢-CPPD, however, no such layered arrangement is observed, and the water
molecules appear to be in a more constrained local environment within the
crystal structure, with all water molecules coordinated to Ca®* (see ESI, Fig. S97).
Consequently, the 70 labelling of the water molecules in the m-CPPT B structure
would be more straightforward, as the enriched water molecules could enter the
crystal structure by simple diffusion inside the hydrated layers. In contrast, in the
case of the ¢-CPPD phase, larger structural changes involving partial dissolution/
recrystallisation of the starting material would be needed for the enriched water
to enter the crystal structure. This could also explain the partial formation of the
m-CPPD by-product, with some of the calcium and pyrophosphate ions adopting
a different arrangement upon recrystallisation. To further test this hypothesis, an
attempt to enrich both materials by simple “shaking” in the presence of "O-
enriched water (but in the absence of milling beads) was performed, such
protocol having been previously tested for COM as well.” Only in the case of the m-
CPPT B phase was this alternate procedure found to be successful, confirming
that the labelling is more straightforward to achieve for this phase, due to its
layered structure.

Overall, the different characterisations performed on the '”O-enriched phases,
notably using solid state NMR, enable to propose two different mechanisms by
which water can react with hydrated biominerals, when performing the liquid-
assisted grinding under gentle milling conditions like those described here (5
minutes BM at 25 Hz, using 1 PTFE coated ball). On the one hand, H,"’O can
enter the crystal structure by partial dissolution/recrystallisation of the hydrated
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biomineral. This requires rather significant changes at the surface/interface of the
crystallites, and can possibly lead to the formation of minority side-products
during this process. This is what was observed here for ¢-CPPD, with both
significant changes in crystallite morphology after ball-milling (Fig. 2c), and the
formation of small amounts of m-CPPD polymorph (Fig. 3). On the other hand,
H,"0 can enter the crystal structure by diffusion, provided that the crystal
structure exhibits continuous domains for water incorporation. In such a situa-
tion, no complete change in particle morphology is needed for the water to
penetrate the crystal structure. The observations made here for m-CPPT B suggest
that diffusion of labelled water is likely to occur within the hydrated layers easily.
Indeed, SEM images show that the sheet-like morphology of the crystallites is
essentially preserved after milling. Moreover, *“O-labelling could also be achieved
in only 20 s of milling (Fig. S7b?), or even in the absence of milling (shaking
experiment), which strongly points to the fact that significant surface recon-
struction upon ball-milling is not needed for this material to become labelled in
70, and that diffusion is a likely mechanism. It is worth noting that in our former
work on COM, a dissolution/recrystallisation process had been proposed (notably
based on mass-spectrometry analyses),” and this is in line with the fact that the
calcium oxalate monohydrate structure does not exhibit any water layers nor
water channels allowing for diffusion.

Interestingly, for all the biominerals enriched so far (¢--CPPD, m-CPPT 3, COM
and COD), no formation of a biomineral exhibiting a higher hydration level was
observed, despite the addition of stoichiometric amounts of enriched water in the
LAG process. For example, in our previous work on COM, the amount of enriched
water added could have led to the formation of the dihydrate form COD, but no
trace of this phase was observed. Similarly, here, in the case of -CPPD, the
amount of enriched water added could have led to the formation of a tetrahydrate
form like m-CPPT B during the milling, but only minute conversion of ¢-CPPD into
the m-CPPD was observed experimentally. Attempts to enable further conversion
into a tetrahydrate form by increasing the energy input during the milling process
were performed in the latter case (15 minutes BM at 25 Hz, using 2 stainless-steel
balls), but led to a complete amorphisation of the Ca-pyrophosphate, as
demonstrated by pXRD. Although such observations may not be generalisable to
other hydrated biominerals, they show that the use of several characterisation
tools, including multinuclear NMR, are needed to identify the labelled products
and rationalise the labelling mechanism of hydrates.

Conclusion

Using liquid-assisted grinding in presence of '"O-labeled water, two hydrated
Ca-pyrophosphate phases, namely -CPPD and m-CPPT B, were enriched in *70.
Several characterisations were carried out on the enriched materials, including
by 'O NMR analyses at different magnetic fields (up to 35.2 T), and using DNP.
Two different enrichment mechanisms were proposed: dissolution/
recrystallisation or diffusion of the enriched water inside the crystal lattice.
Based on the different analyses performed, and the local environments of the
water molecules within the two crystal structures, the former was proposed to
be predominant for ¢-CPPD, while the latter for m-CPPT B. More generally
speaking, similar analyses could help understand in detail how liquid-grinding
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agents like water can interact or react with other crystal structures. From
a more practical perspective, the possibility to enrich in '”O biominerals using
only microlitre amounts of expensive '’O-enriched water makes LAG a highly
attractive approach for future studies on other hydrated biominerals, for which
the local environment of water molecules still deserves investigation, as it is the
case for canaphite (CaNa,P,0,-4H,0),>* octacalcium phosphate (OCP, Cag(-
HPO,),(P0O,),-5H,0),?* and calcium carbonate hemihydrate (CaCO;-0.5H,0).*
Further work in the case of canaphite has been initiated, which will be reported
in due course. Lastly, it is worth highlighting that beyond the *’O isotopic
labelling, similar synthetic procedures would also be worth performing with
D,O (instead of H,"’0), as ’H NMR spectroscopy can provide valuable details
into the local movements of water molecules within crystal structures and their
characteristic frequencies.”
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