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Circular dichroism and circularly polarized
luminescence of ligand-protected molecular
metal clusters: insights into structure–chiroptical
property relationships

Krishnadas Kumaranchira Ramankutty

Molecular noble metal clusters are an emerging class of circularly polarized luminescent (CPL) nano-

materials. Many of the ligand-protected metal clusters exhibit discrete electronic absorption bands, which

are assigned to their structural components such as metal core, ligands and metal–ligand interfaces. This

implies the suitability of the chiroptical spectroscopic approach to unravel the structure–chiroptical prop-

erty relationships in molecular metal clusters. Due to the tremendous developments in computational

methods for investigating chiroptical properties, along with circular dichroism (CD) and CPL spectroscopy,

understanding of the structure–chiroptical properties of these clusters is rapidly progressing. This review

discusses various strategies such as the use of chiral ligands, metal atom substitution, ligand exchange,

co-crystallization with chiral ligands, etc., for inducing and enhancing the CPL of such metal clusters. This

review demonstrates the potential of combined CD-CPL spectroscopic investigations and theoretical cal-

culations to unravel the origins of photoluminescence and CPL activity of chiral metal clusters.

Introduction

Differential emission of left and right circularly polarized
light, known as circularly polarized luminescence (CPL),
is one of the most fascinating properties of chiral fluoro-
phores.1,2 Small organic molecules, their assemblies,3–5 and
rare earth metal complexes6,7 were the materials of interest in
the early years of CPL spectroscopy. CPL from chiral nano-
materials of various dimensions has been reported in the
recent past.8–13 Among these, atomically precise ligand-pro-
tected noble metal clusters are a special class because of
their well-defined composition and molecule-like spectro-
scopic characteristics.14–16 Circular dichroism (CD), which is
the differential absorption of left- and right-circularly polar-
ized light, and CPL are complementary techniques as they
provide insights into the ground-state and emissive excited-
state geometries, respectively, of chiral fluorophores. CD and
CPL spectroscopies have been employed extensively to under-
stand the origin of electronic transitions and chirality in
small organic molecules.17 The molecular characteristics
(precise molecular formula, known crystal structures, and

discrete electronic absorption bands assignable to distinct
structural components) of ligand-protected metal clusters
imply the potential of combined CD-CPL investigations to
understand the origin of photoluminescence and chirality in
these clusters.18 Such investigations are expected to provide
the structure–chiroptical property relationships of these clus-
ters, which is one of the important goals in cluster chemistry.
Theoretical calculations have also contributed tremendously
in this regard. We discuss these aspects taking some of the
recently reported CPL-active, ligand-protected noble metal
clusters as examples. A better understanding of the struc-
ture–chiroptical properties of these clusters could accelerate
their use in applications such as anti-counterfeiting, optical
displays, etc.4,19

This review also discusses various approaches, such as
substitution of metal atoms, ligand exchange of achiral
ligands with chiral ligands, co-crystallization with chiral
ligands, etc., for inducing and enhancing CPL activity in
ligand-protected noble metal clusters. The review is struc-
tured in the following manner. We first briefly present the
basic principles of CD and CPL spectroscopies and define
the dissymmetry factors (g factors) for absorption (gabs) and
emission (glum). Then, the complementarity of the CD and
CPL techniques, which enables probing the nature of
ground and emissive excited states, respectively, of organic
molecules, is illustrated with the examples of camphor and
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camphorquinone, which are among the most thoroughly
investigated molecules in chiroptical spectroscopy. The
molecular nature of atomically precise noble metal clusters
is then briefly explained. Different geometrical origins of
chirality in ligand-protected metal clusters are then briefly
discussed. Then we discuss some of the reported CPL-active,
ligand-protected noble metal clusters in detail. We compare
the signs of the CD bands (especially of the band at the
longest wavelength) and the signs of the CPL bands as it is
generally performed in cases of small organic molecules.
The nature of various molecular orbitals (MOs) (as obtained
from theoretical calculations), especially those associated
with lower energy electronic transitions, is analyzed in terms
of the contributions of various atoms in the metal core, at
metal–ligand interfaces and in the tail groups of the ligands.
This analysis provides insight into the role of distinct struc-
tural components in the origin of photoluminescence and
chirality in these clusters. Many chiral metal clusters have
been reported so far, and there are several review articles
and accounts available that summarize the developments in
the chirality20–24 and photoluminescence25 of metal clusters
in general. This review focuses on the CPL-active ligand-pro-
tected noble metal clusters. Though not a noble metal
cluster, a Cu4I4-based CPL-active material is also discussed
because of its interesting circularly polarized thermally acti-
vated delayed fluorescence (CP TADF). References to achiral
and/or CPL-inactive metal clusters are provided wherever
necessary.

Chiroptical spectroscopy: a brief
introduction

Spectroscopy addresses light–matter interactions of molecules
and materials. Chiroptical spectroscopy is a special branch of
spectroscopy that deals with the interaction of chiral mole-
cules and materials with polarized light. Two major branches
of chiroptical spectroscopy are CD and CPL.

CD is a special form of electronic absorption (Ultraviolet/
Visible, UV/Vis) spectroscopy: in the former, the sample is
irradiated alternately with left- and right-circularly polarized
light (CP light) at a particular frequency, and, in the latter, the
sample is irradiated with unpolarized light. In CD spec-
troscopy, a chiral molecule or material absorbs left- and right-
CP light to different extents and this differential absorption of
left- and right-CP light is referred to as CD. Depending on the
wavelength range used, we can have electronic CD (ECD) and
vibrational CD (VCD). ECD probes the chirality related to elec-
tronic states of molecules while VCD probes the chiral
vibrational modes. ECD has been one of the most commonly
adopted techniques to probe the secondary structures of pro-
teins, DNA, polymers, etc.26 VCD is also of immense utility in
probing the chiral conformations of biomolecules, peptides,
etc. A variant of chiroptical spectroscopy that probes
vibrational optical activity is Raman optical activity (ROA).27

Transient CD spectroscopy can be used to understand the chir-
optical properties of excited states in molecules.28

Unless otherwise specified, “CD” generally implies ECD,
which is the convention followed in this review, too. The
degree of differential absorption of the left and right circularly
polarized light (i.e., CD) is quantified using a parameter
called the dissymmetry factor for absorption (gabs), which is
defined as

gabs ¼ 2ðεL � εRÞ=ðεL þ εRÞ ð1Þ

where εL and εR are the extinction coefficients for left- and
right-CP light, respectively.

Just as CD is a special form of electronic absorption spec-
troscopy, CPL spectroscopy is a special form of photo-
luminescence spectroscopy. In conventional photo-
luminescence spectroscopy, the sample emits unpolarized
light, i.e., the intensities of left- and right-CP light components
are equal in the emitted light. In CPL spectroscopy, a chiral
molecule or material will emit right- or left-CP light with
different intensities. This differential emission of left- or right-
CP light is referred to as CPL. Similarly, the degree of circular
polarization in the emitted light (i.e., degree of CPL activity) is
quantified using a parameter called the dissymmetry factor for
emission or luminescence (glum), which is defined as

glum ¼ 2ðIL � IRÞ=ðIL þ IRÞ ð2Þ

where, IL and IR correspond to the intensities of the left- and
right-circularly polarized light, respectively. According to this
definition, glum can have a maximum value of ±2.

Krishnadas Kumaranchira
Ramankutty

Krishnadas Kumaranchira
Ramankutty studied chemistry at
St Thomas’ College, Thrissur,
University of Calicut, Kerala, India
(Bachelor) and obtained a
master’s degree in applied chem-
istry from Cochin University of
Science and Technology (CUSAT),
Cochin, India. He obtained his
PhD in 2016 from the Indian
Institute of Technology Madras,
Chennai, India, under the supervi-
sion of Prof. T. Pradeep on atomic-
ally precise metal clusters. He

joined the laboratory of Prof. Thomas Bürgi at the University of
Geneva, as a postdoctoral fellow (2017–2021), where he studied
optical and vibrational spectra of metal clusters. During another post-
doctoral stay at the Bionanoplasmonics and Biomolecular
Nanotechnology Labs of Prof. Luis M. Liz-Marzan and Prof. Aitziber
L. Cortajarena at the CIC biomaGUNE, Spain, he developed chiral,
DNA-functionalized nanosystems. Currently he is a Ramanujan
Faculty Fellow at the School of Chemistry, Indian Institute of Science
Education and Research, Thiruvananthapuram, India. His current
work focusses on dynamic chiral nanosystems derived from biological
and inorganic materials.

Nanoscale Review

This journal is © The Royal Society of Chemistry 2024 Nanoscale, 2024, 16, 11914–11927 | 11915

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

4 
m

ay
o 

20
24

. D
ow

nl
oa

de
d 

on
 1

5/
03

/2
02

6 
2:

08
:3

6.
 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d4nr01232a


A chiral molecule or material will exhibit a CD band only if
its ground state geometry is chiral. Similarly, a molecule will
exhibit CPL activity only if the geometry of the emissive excited
state is chiral. Therefore, a combined CD-CPL spectroscopic
investigation can provide insights into the structural differ-
ences between the geometries of the ground and excited states
of chiral molecules and materials.

Kasha’s rule states that photoluminescence occurs, in a large
majority of molecules, from the lowest electronic excited states.
According to the Franck–Condon principle, electronic absorp-
tion takes place so fast that the atomic nuclei do not have
sufficient time to reorganize. This indicates that molecular geo-
metries of the ground and excited states do not differ signifi-
cantly. This also implies that the chiroptical properties of the
ground and excited states do not differ significantly. As a conse-
quence of Kasha’s rule, in a large majority of molecules, CPL
spectra consist of a monosignate band with its sign being the
same as that of the CD band at the longest wavelength. This
implies that (i) the fluorescence and CPL originate from the
same electronic excitation as that in the absorption and CD,
and that (ii) the geometries (and hence, the relative orientation
between the electric and magnetic transition dipole moment
vectors) of the ground and emissive excited states are not signifi-
cantly different. A difference in the sign of the CPL and the CD
bands at the longest wavelength implies a significant structural
difference in the geometries of the ground and excited states.
Apart from the structural differences, the presence of electron
withdrawing or donating substituent groups also determines
the signs and magnitudes of the CPL bands.4,29 This is because
the presence of such groups can alter the electron charge distri-

butions of the chromophore, which in turn alter the magnitudes
and/or the relative orientations of the electric and magnetic
transition dipole moment vectors (see eqn (3) below).

The intensities of the CD and CPL bands are dictated by
the quantity called rotational strength or rotatory strength,
which is, approximately, the product of the magnitudes of the
electric (µ) and magnetic (m) transition dipole moment vectors
and the angle (θ) between these two vectorial quantities.17 An
approximate relationship between these parameters is given by
the equation,

R ¼ jμj � jmjcos θ: ð3Þ
If these two transition dipole moment vectors are orthog-

onal (θ = 90°), no CPL activity is observed. The signs and the
magnitudes of gabs and glum values provide insights into the
structural differences between the ground-state and the emis-
sive excited-state geometries of molecules.30,31

Illustration of the CD-CPL approach:
the examples of camphor and
camphorquinone

The general principles mentioned above are illustrated with
the examples of R-/S-camphor and R-/S-camphorquinone,
which are among the most thoroughly studied molecules in
chiroptical spectroscopy. Fig. 1 presents the superimposed CD
and CPL spectra of R- and S-camphor and R-/S-camphorquinone.
CPL spectra of camphor (Fig. 1A) show two bands with oppo-

Fig. 1 Experimental CD, CPL, absorption and emission spectra of camphor (A) and camphorquinone (B) (reproduced from ref. 4 with permission
from Springer Nature, Copyright 2020).
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site signs. The sign of the CPL band at longer wavelength is
negative while the sign of the longest wavelength CD band is
positive. The origin of the two CPL bands with opposite signs
and the difference in the signs of the CD and CPL bands of
camphor are attributed to the presence of two possible excited
states with significantly different geometries.32 These two geo-
metries differ in the orientation of the carbonyl group with
respect to the methylene bridge.32 However, the CPL spectrum
of camphorquinone (Fig. 1B) shows only one band and its sign
is the same as that of the CD band at the longest wavelength.
This is attributed to the more rigid structure of camphorqui-
none (because of the presence of two carbonyl groups) when
compared with camphor (which has only one carbonyl group).

The discussion presented above shows that a combined
CD-CPL approach is promising to unravel the structural differ-
ences between the ground-state and emissive excited-state geo-
metries of small organic molecules. Now we discuss molecule-
like structural and spectroscopic features of atomically precise,
ligand-protected noble metal clusters before discussing the CD
and CPL spectroscopy of such clusters.

Molecular characteristics of ligand-
protected noble metal clusters

Molecule-like properties of ligand-protected noble metal clus-
ters have been well-established using mass spectrometry33 and
various spectroscopic techniques.34 This is illustrated with the
example of Au25(SR)18 (SR = alkyl/arylthiolate), one of the most
thoroughly studied clusters of this family. Though this cluster
is achiral, we chose this example because of its simpler struc-
ture compared to other clusters. Au25(SR)18 consists of an Au13
icosahedral core protected by six Au2(SR)3 units referred to as
staple units as presented in Fig. 2A. As shown in Fig. 2B and
C, discrete electronic absorption bands can be assigned to dis-
tinct transitions among various MOs.34b Contributions of
various atoms in the icosahedral core, at the metal–ligand
interface and in tail groups of ligands to various MOs are also
shown in Fig. 2B. It is also shown that the discrete electronic
transitions shown in Fig. 2B can be assigned as being due to
transitions localized or delocalized to the icosahedral core or

Fig. 2 (A) Schematic of the crystal structure of Au25(SR)18 (–SR = alkyl/aryl thiolate), which consists of six Au2(SR)3 staple motifs protecting an Au13

icosahedral core. Color code: orange (Au) and yellow (S). (B) Kohn–Sham orbital energy level diagram for Au25(SH)18
−. The energies are in units of

eV. Each KS orbital is drawn to indicate the relative contributions (line length with color labels) of the atomic orbitals of Au (6sp) in green, Au (5d) in
blue, S (3p) in yellow, and others in gray (those unspecified atomic orbitals, each with a <1% contribution). The left-hand column of the KS orbitals
shows the orbital symmetry (g, u) and degeneracy (in parentheses); the right-hand column shows the HOMO and LUMO sets. (C) The theoretical
absorption spectrum of Au25(SH)18

−. Peak assignments: peak a corresponds to 1.8 eV observed, peak b corresponds to 2.75 eV (observed), and peak
c corresponds to 3.1 eV (observed). (A is reproduced from ref. 34a with permission from the American Chemical Society, Copyright 2008; B and C
are reproduced from ref. 34b with permission from the American Chemical Society, Copyright 2008).
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the ligands, as shown in Fig. 2C. DFT calculations have also
shown that the photoluminescence in Au25(SR)18 is due to
transitions localized in the icosahedral core and that the invol-
vement of ligands is not significant.34b

Chirality in ligand-protected noble
metal clusters

Chirality in metal clusters can arise due to several factors. One
of the straightforward ways to induce chirality in metal clusters
is to incorporate inherently chiral ligands into achiral metal
clusters using the ligand exchange strategy.35 Alternatively,
metal clusters can be inherently chiral even without the pres-
ence of a chiral ligand. Among these, some of the clusters
consist of chiral arrangements of achiral ligands at the metal–
ligand interfaces.36–39 There are also clusters with inherently
chiral arrangements of metal atoms in the core.40 Further
details on the origin of chirality in metal clusters can be found
in several review and account articles.20–24 Specific examples of
each of these cases will be discussed in the following sections
in the light of their CPL activity.

CPL from ligand-protected noble
metal clusters

The first report of CPL from ligand-protected noble metal clus-
ters was by Kumar et al.41 They suggested, based on previous
reports, that Ag29(DHLA)12 (DHLA = dihydroxylipoic acid)
could be a likely composition for these clusters. The sign of
the CPL band was the same as that of the longest wavelength
CD band (see Fig. 3), which indicates that the CD and CPL
arise from the same electronic transitions. The CPL activity of
these clusters was attributed to the chirality in the ligand
staples. However, transitions involving the ligands are, in
general, expected to occur in the higher energy region, not in

the lower energy region. Furthermore, theoretical calculations
suggest that the photoluminescence of this cluster is more
likely to originate from the metal-core-centred electronic exci-
tations.43 Therefore, further experiments are required to
confirm the origin of the CPL activity in Ag29 clusters. The
observed gabs and glum values were 1.5 × 10−3 (at 500 nm) and 2
× 10−3 (at 660 nm), respectively. It is worth noting that the gabs
and glum values are comparable to those of small organic mole-
cules. This also suggests that the electronic transitions corres-
ponding to the CD band at around 500 nm (which correspond
to the core-based excitations) might be the transitions respon-
sible for the CPL activity in these clusters.

Interestingly, Yoshida et al. have shown that Ag29(S2R) (S2R
= dithiolate ligand) clusters are inherently chiral,42 i.e., even in
the absence of a chiral ligand such as DHLA. To the best of
our knowledge, CPL from these inherently chiral Ag29 clusters
has not been reported so far (despite the successful separation
of their enantiomers).

Han et al. reported strongly CPL-active enantiomers of octa-
hedral Ag6(L6/D6) where L/D corresponds to the chiral non-
emissive ligand namely, (S)-/(R)-4-isopropylthiazolidine-2-
thione (Fig. 4A).44 The HOMO of these clusters is mostly loca-
lized on the Ag, S and N atoms while the LUMO is localized on

Fig. 3 (A) Absorption (a) and CD spectra (b) of R- (red lines), S- (blue
line) and rac-Ag29(DHLA)12 NCs (black line) and (B) emission (a) and CPL
spectra (b) of R- (red lines), S- (blue line) and rac-NCs (black line).
(Reproduced from ref. 41 with permission from the Royal Society of
Chemistry, Copyright 2017). DHLA is α-dihydroxylipoic acid.

Fig. 4 (A) Structures of (S)-/(R)-4-isopropylthiazolidine-2-thione (L/D)
and (S)-/(R)-4-phenylthiazolidine-2-thione (PL/PD) ligands. (B) Ball-and-
stick representation of the enantiomers of Ag6L6/D6 and Ag6PL6/PD6.
Inset: schematic of the Ag6 octahedron core in these enantiomers.
(Reproduced from ref. 44 with permission from the American
Association for the Advancement of Science, Copyright 2020).
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the central Ag atoms. The lowest energy band is attributed
mainly to the HOMO–LUMO transitions (see Fig. 5C and D).
Therefore, DFT calculations indicate that the CPL activity of
these silver clusters originates from ligand-to-metal–metal
charge transfer transitions. The observed glum value was 4.42 ×
10−3. The gabs values were not reported for these clusters. The
sign of the CPL band of Ag6L6 is the same as that of the CD
band at the longest wavelength (Fig. 5A and B). These clusters
exhibited an exceptionally high quantum yield (QY) of 95%
and photophysical measurements indicate that thermally acti-
vated delayed fluorescence (TADF) is responsible for the
observed CPL activity and high QY.

Zhang et al. synthesized enantiomeric [Ag17(R/S-NYA)12]
(NO3)3 (denoted as R/S-Ag17) clusters, where R-/S-NYA is N-((R/
S)-1-(naphthalen-4-yl)ethyl)prop-2-yn-1-amine (Fig. 6A).46 The
maximum glum value of R/S-Ag17 at 745 nm was found to be ∼
± 1.2 × 10−3. The CPL bands remained almost unchanged
when excitation wavelengths were changed from 360 to
500 nm, except for slight changes in the intensities, as shown
in Fig. 6C. DFT calculations indicated that electronic tran-
sitions above 300 nm were attributed to the transition between
the S and P superatomic HOMO and LUMO orbitals.
Contributions from the Ag atoms dominate the HOMO (66.4%
Ag, 16.64% –CuC and 7.14% N) and LUMO (66.85% Ag,
3.65% –CuC and 22.77% N) of these clusters while contri-
butions from the –CuC groups and N atoms were also con-

siderable. Therefore, electronic transitions responsible for CPL
are delocalized across both the ligands and the core Ag atoms.
It is worth noting that the sign of the CD band (at around
538 nm, at the longest wavelength) and that of the CPL band
are opposite (see Fig. 6B and C). In general, such a sign
change indicates significant structural changes between the
ground-state and emissive excited-state geometries (see the
example of camphor and camphorquinone discussed earlier).
Details of such excited-state changes in geometries have not
yet been the focus of current studies on such clusters.

Binaphthalene-based chiral ligands have been extensively
used for inducing chiroptical properties in metal clusters.18

Tang et al. reported CPL activity from a three-atom gold
cluster, Au3[(R/S)-Tol-BINAP]3Cl, where (R/S)-Tol-BINAP,
namely (R)- or (S)-2,2′-bis(di-p-tolylphosphino)-1,1′-binaphthyl,
is a chiral ligand (Fig. 7).45 These clusters are soluble in di-
chloromethane and exhibit distinct CD bands (Fig. 7B);
however, they do not exhibit any photoluminescence in pure
dichloromethane. When hexane is added, these clusters
exhibit luminescence and, more interestingly, CPL activity.
The maximum glum value observed for these clusters is ∼7 ×
10−3. It is noted that the signs of the longest wavelength CD
band and that of the CPL band are the same (Fig. 7B and C).
The emergence of photoluminescence is attributed to the
strong C–H⋯π interactions between the ligands of the clusters
in the aggregated form, which reduced the non-radiative relax-

Fig. 5 (A) CD spectra of clusters Ag6L6/D6 and Ag6PL6/PD6, together with ligands L/D and PL/PD in CH2Cl2 in the wavelength range of 200 to
450 nm. (B) CPL spectra (top) and the corresponding emission spectra (bottom) of Ag6L6 and Ag6D6 in CH2Cl2. (C) Selected frontier molecular
orbital representations of Ag6L6 in optimized structures of S0. (D) Experimental optical absorption spectrum (red) of Ag6L6 in CH2Cl2 compared to
the calculated spectrum (black). Gray bars show the individual transitions (delta function-like peaks showing the relative oscillator strengths).
(Reproduced from ref. 44 with permission from the American Association for the Advancement of Science, Copyright 2020).
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ation pathways. This example demonstrates the importance of
solvent effects in understanding chiroptical properties,
especially CPL, of ligand-protected noble metal clusters.

Tsukuda et al. synthesized an enantiomeric pair of supera-
tomic clusters, i.e. [IrAu12((R,R)-DIPAMP)5Cl2]

+ and [IrAu12((S,
S)-DIPAMP)5Cl2]

+ (referred to as IrAu12-R/S), where DIPAMP is
1,2-bis[(2-methoxyphenyl)phenylphosphino]ethane (see
Fig. 8).47 These are interesting systems for studying the origin
of CPL activity because such clusters consist of a symmetric
icosahedral IrAu12 core and the effect of metal-atom substi-
tution can be investigated. Single-crystal X-ray diffraction ana-
lysis revealed that the icosahedral Ir@Au12 core of IrAu12-R/S is
more twisted along the Cl–Au–Ir–Au–Cl axis compared with
the Au13 core of Au13-R/S, leading to larger gabs values. The gabs
values are ∼3 × 10−3 at 365 nm and ∼4 × 10−3 at 475 nm,
respectively, at 300 K. The |glum| values for IrAu12-R/S at 300 K
are 3 × 10−3 and ∼2 × 10−3, respectively. The difference in the |
glum| values between IrAu12-R and IrAu12-S was attributed to
the limited sensitivity of the CPL spectrometer. The sign of the
longest wavelength CD band (at ∼530 nm) was the same as
that of the CPL band (Fig. 8B and C). The magnitudes of the
glum and gabs values were close to each other. DFT calculations
suggest that the low-energy transitions of this cluster are due
to the HOMO–LUMO transitions mostly being localized on the
IrAu12 core48 and hence, the CPL of these clusters is likely to
have originated from core-localized electronic transitions.

Metal-atom substitution is known to enhance the emission
characteristics of several metal clusters. Along this direction,
Mak et al. reported an exciting example of generating CPL by

Fig. 6 (A) The aromatic moieties of the ligands resemble a triblade fan when viewed parallel to the C3 axis. Color code: Ag, green; N, blue; C, gray.
All hydrogen atoms have been omitted for clarity. (B) CD spectra of R/S-Ag17 (solid trace) and ligands R/S-NYA (dotted trace) in solution and (C) CPL
spectra of R/S-Ag17 at different excitation wavelengths in the solid state. (Reproduced from ref. 46 with permission from the American Chemical
Society, Copyright 2021).

Fig. 7 (A) The overall structures of R/S-Au3. Color codes: Au, yellow; P,
orange; C, gray. (B) CD spectra of Au3[(R)-Tol-BINAP]3Cl and Au3[(S)-
Tol-BINAP]3Cl clusters in DCM. (C) CPL spectra of R-Au3 and S-Au3
assemblies in 70% n-hexane. (Reproduced from ref. 45 with permission
from John Wiley and Sons, Copyright 2017).
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substituting the Ag12 core of an Ag12Ag32 cluster for an Au12
core (Fig. 9).49 The Au-substituted clusters were synthesized
using a co-reduction strategy using Ag and Au salts in the syn-

thesis. They employed a chiral ligand, (R/S)-binaphthyldithio-
phosphoric acid (abbreviated as R/S-PS). The overall symmetry
of both cluster systems remained the same because of the high
thermodynamic preference for Au atoms to occupy the inner
icosahedral sites as presented in Fig. 9A. The resulting R/S-
[S2−@Ag12@S8@Ag32(PS)24]

2+ (R/S-Ag12Ag32) clusters did not
show any noticeable luminescence (and hence, no CPL) while
the R/S-[S2−@Au12@S8@Ag32(PS)24]

2+ (R/S-Au12Ag32) exhibited
CPL. The maximum gabs value for R/S-Ag12Ag32 (at 520 nm)
and R/S-Au12Ag32 (at 390 nm) was approximately ±3.5 × 10−3.
The maximum glum value for R/S-Au12Ag32 was ∼6 × 10−3. The
sign of the longest wavelength CD band (at 390 nm) was the
same (positive) as that of the CPL band (at 626 nm), as shown
in Fig. 9B and C. DFT calculations show that the HOMO of
this cluster is mainly localized at the core of S2−@M12@S8, as
presented in Fig. 9D and E. The LUMO spans over the Au12/
Ag12 and Ag32 shells. The ligand’s tail groups do not contribute
significantly to HOMO and LUMO. These calculations indicate
that the CPL originated from the HOMO–LUMO transitions.
This example shows that chiroptical properties such as the
CPL of ligand-protected metal clusters can be modulated by
metal-atom substitution.

One of the earliest attempts to employ combined CD-CPL
investigations of ligand-protected noble metal clusters was by
the author,18 with the aim of understanding the origin of PL
in an originally achiral cluster, Ag24Au1(DMBT)18 (DMBT = 2,4-
dimethylbenzenethiolate). Achiral DMBT ligands were partially

Fig. 8 (A) Crystal structures of IrAu12-R (left) and IrAu12-S (right). Phenyl
rings, ethylene bridges, and methoxy groups are shown as sticks, while
hydrogen atoms have been omitted for simplicity. Top view (bottom) of
the core structures of IrAu12-R (left) and IrAu12-S (right). Phenyl rings
and methoxy groups have been omitted for simplicity. Color code:
yellow, Au; dark blue, Ir; orange, P; light green, Cl; red, O; and gray, C.
(B) CD spectra of IrAu12-R (red) and IrAu12-S (blue) in MeTHF. (C) CPL
spectra of IrAu12-R (red) and IrAu12-S (blue) in MeTHF. (Reproduced from
ref. 47 with permission from the Royal Society of Chemistry, Copyright
2023).

Fig. 9 (A) Ball-and-stick representation of the enantiomers of R/S-Ag12Ag32 and R/S-Au12Ag32. For clarity, H atoms have been omitted. Color codes
for atoms: green, Ag; orange, Au; yellow, S; pink, P; red, O; gray, C. (B) Experimental and calculated absorption (top) and CD spectra (bottom) of R/
S-Au12Ag32 enantiomers in DMAc. (C) Luminescence (top) and CPL spectra (bottom) of Ag12Ag32 and Au12Ag32 in DMAc. (D & E) Histograms showing
the contributions of the different shells and central S2− to the HOMO and LUMO for the Ag12Ag32 and Au12Ag32 clusters. (Because of the negligible
contributions of the ligands, they are not listed in this histogram.) (Reproduced from ref. 49 with permission from the American Chemical Society,
Copyright 2022).
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exchanged with a chiral bidentate ligand, R/S-1,1′-[binaphtha-
lene]-2,2′-dithiol (R/S-BINAS), and a series of clusters with
mixed ligand composition of Ag24Au1(R/S-BINAS)x(DMBT)18–2x
(x = number of BINAS ligands) were synthesized. These clusters
containing 0–3, 2–5, 3–5, and 4–7 BINAS ligands will be
referred to as groups I, II, III, and IV, respectively, for conven-
ience. Here we note that the sign (positive) of the CD band at
645 nm matches with that of the CPL band (see Fig. 10).
According to DFT calculations, photoluminescence and CPL
activity can be assigned to an excitation transfer from the
632 nm band to its neighbouring low-energy excited states
(LUMO/LUMO+1) (see Fig. 10D), which should become the
leading decay channel in luminescence and CPL. This suggests
that the luminescence and CPL activity of
Ag24Au1(R/S-BINAS)x(DMBT)18–2x clusters could originate from
these low-lying excited states (LUMO and LUMO+1), where the
contribution of the ligand’s tail groups (C and H atoms) is
lower compared to that in the higher excited states (LUMO+2
and LUMO+3). The nature of the LUMO and LUMO+1 also
explains the low values of CPL, as chiral bands are lost in the
evolution of these excited states in which electrons reside in
the less chiral Ag24Au1S18 framework of the cluster. As the CD
response of the bands predicted at longer wavelengths is very
weak, we expect a very low CPL signal, in agreement with the

experiment. The estimated glum value was 1.5 × 10−4. Analysis
of the trends in the UV/vis, CD, luminescence and CPL spec-
troscopic changes, in conjunction with DFT calculations, indi-
cates that the photoluminescence in Ag24Au1(DMBT)18 and its
chirally functionalized derivatives originates from transitions
involving the whole Ag24Au1S18 framework, not merely from
the icosahedral Ag12Au1 core. Therefore, these results indicate
that the photoluminescence in this cluster system cannot be
solely attributed to any one of the structural components, such
as the metal core or the protective metal–ligand oligomeric
units. This example demonstrates that the ligand-exchange
strategy can be a promising way to probe the origin of chiropti-
cal properties of metal clusters.

In another approach involving the use of chiral ligands,
Feng et al. used D- and L-tartaric acid (TrA) for enhancing the
emission and inducing CPL in Ag9(MBA)9 (MBA = 2-mercapto-
benzoic acid). The emission from Ag9(MBA)9 clusters in solu-
tion was too weak to be observed at room temperature;
however, emission was enhanced after co-crystallization with
TrA. Interestingly, the resultant co-crystals exhibited circularly
polarized phosphorescence (CPP) (Fig. 11).53 These Ag9 clus-
ters consist of a core of nine Ag(I) ions as revealed by single-
crystal X-ray diffraction. These co-crystals showed high glum
values of the order of 10−2. This is one of the highest glum

Fig. 10 (A) Schematic of the crystal structure of Ag24Au1(DMBT)18. Color codes of atoms in (A): silver (green), gold (orange), sulfur (yellow), and
carbon (gray). The H atoms have been omitted for clarity. The structure in (A) was created using the coordinates reported in ref. 50. (B) The CD
spectra of the Ag24Au1(R/S-BINAS)x(DMBT)18–2x groups of clusters I (a and a’), II (b and b’), III (c and c’), and IV (d and d’). Traces a–d and a’–d’ corres-
pond to the Ag24Au1(BINAS)x(DMBT)18–2x clusters containing 0–3, 2–5, 3–5 and 4–7 R- and S-BINAS, respectively. Traces a–c (and a’–c’) have been
shifted upward (downward) for the sake of clarity. (C) Original CPL spectra of the Ag24Au1(R/S-BINAS)x(DMBT)18−2x group of clusters I (left), II
(middle) and III (right). The superimposed black and red traces correspond to the fluorescence spectra recorded on the same instrument: (R) black
trace and (S) red trace. (D) Molecular orbital (energy levels) diagram showing the leading contributions to the two lowest transitions at 1.56 eV
(795 nm) and 1.96 eV (632 nm). Orbital characteristics in terms of Mulliken analysis of Ag, Au, S, and C + H contributions are given in terms of colors
of the level, according to the inset legend. HOMO and LUMO are at −7.60 and −6.33 eV, respectively. (Reproduced from ref. 18 with permission
from the American Chemical Society, Copyright 2020).
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values reported for a noble metal cluster; typically such clus-
ters exhibit glum values of the order of 10−3. It is interesting to
note that the sign of the CD band at the longest wavelength is
negative (for crystals with D-TrA), while the sign of the CPL
band is positive. Theoretical calculations were not available for
this system. This work shows that co-crystallization involving
chiral molecules could be a potential way to generate CPL
from metal clusters.

It is interesting to note that the CD spectra recorded for the
suspended crystals and dried crystals are dramatically different
(see Fig. 11). Three distinct CD bands were observed for the
suspension while only one band was observed for the dried
crystals. Reasons for this difference are unclear; however, the
possibility of scattering effects (which will worsen at longer
wavelengths) and solvent-induced changes were suggested.
The CD band III for the suspension is retained (with signifi-
cantly higher intensities) even after drying and the sign of this
band was also preserved. Linear polarization artefacts (which
are some of the most common artefacts in CPL spectroscopy)
were ruled out by performing linear dichroism (LD) measure-
ments. However, it is unclear from their description whether
these measurements were performed in a suspension or in the
dried form. It is important that this be clarified especially

because the reported CPL spectra correspond to the vacuum-
dried crystals.

Kumar et al. synthesized enantiomeric Cu4I4 clusters
(Fig. 12) protected with a chiral ligand D/L-cysteine.51 Thin
films of these clusters exhibit CPL activities with a significantly
high glum value of 1.22 × 10−2, which is an order of magnitude
higher than the glum of other nanomaterials with chiral emis-
sion. The sign of the longest wavelength CD band was the
same as that of the CPL band, indicating that the CPL orig-
inates from the same electronic transition (Fig. 12B). In order
to test the presence of the linear polarization artefacts in the
CPL measurements of thin films, the films were rotated and
flipped along different angles and no significant changes in
the glum values or signs were observed, which indicate the
absence of such artefacts. Chen et al. also reported a similar
CPL-active Cu4I4 system consisting of a chiral ligand, namely,
R/S-3-quinuclidinol.52

One of the ways to induce or enhance the CPL activity is to
use a template or a matrix material that can interact with the
chiral fluorophore. Lipok et al. used such a strategy wherein a
liquid-crystal-like ligand (4-[(16-sulfanylhexadecanoyl)oxy]
phenoxy-4-(hexadecyloxy)benzoate) was used for imparting
chirality to an achiral cluster, namely, Au25(PET)18, where PET
is 2-phenylethanethiolate, as shown in Fig. 13.54 The CPL
activity observed from such clusters is associated with high

Fig. 11 (A) Top view of Ag9-NCs. The peripheral ligands are arranged
with a specific direction of rotation, which yields two forms of configur-
ation when viewed from different sides. Insets are drawings of two tris-
kelions. Color labels: purple, Ag; yellow, S; gray, C; and red, O. The
hydrogen atoms have been omitted for clarity. The CD spectra of the
suspended crystals (B) and dried suspensions (C). The CD spectra of D-
and L-TrA (50 mmol L−1 in water) are also given (dotted traces in (B)) for
comparison. The CPL spectra (D) and corresponding glum factors (E).
(Reproduced from ref. 53 with permission from John Wiley and Sons,
Copyright 2022).

Fig. 12 (A) X-ray crystal structure of (a) (D-Cys)2Cu4I4 and (b)
(L-Cys)2Cu4I4 nanoclusters and (B) experimental CD spectra (a) along
with the corresponding absorption plot, and experimental CPL spectra
(b) along with the corresponding luminescence spectra of the aqueous
solution of nanoclusters. Black and red traces correspond to spectra
collected from (D-Cys)2Cu4I4 and (L-Cys)2Cu4I4 nanoclusters, respect-
ively. (Reproduced from ref. 51 with permission from the Royal Society
of Chemistry, Copyright 2023).

Nanoscale Review

This journal is © The Royal Society of Chemistry 2024 Nanoscale, 2024, 16, 11914–11927 | 11923

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

4 
m

ay
o 

20
24

. D
ow

nl
oa

de
d 

on
 1

5/
03

/2
02

6 
2:

08
:3

6.
 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d4nr01232a


glum values reaching maximally 0.32 and −0.37 for the
domains of opposite handedness. These are arguably the
highest glum values reported for a noble metal cluster reported
so far. This is a surprising result because the PL efficiency of
Au25(PET)18 is inherently low. This example shows the promis-
ing use of matrices or templates for generating CPL activity
from relatively weakly fluorescent or even achiral metal clusters.

Kumar et al. also reported a six-atom gold cluster/complex,
[Au6(D-/L-Cys)8]

2+, where D-/L-Cys are enantiomers of cysteine,
which is used as a chiral protecting ligand (Fig. 14).55 These
clusters exhibited dual photoemission (fluorescence and phos-
phorescence). Interestingly, the phosphorescence showed circu-
lar polarization. The estimated glum values for D-AuNCs/L-AuNCs
were −8.1 × 10−3/+6.2 × 10−3. The signs of the first CD band and
the CPL band were the same, indicating that similar excited
state structures are involved in the absorption and emission.

A summary of the CPL-active, ligand-protected metal clus-
ters and their key properties are presented in Table 1. The
table shows that glum values of most of the clusters were of the
order of 10−3, which is comparable to small organic fluoro-
phores: some of them exhibited glum values that are an order
of magnitude higher as well. CD, CPL and DFT studies on the
ligand-protected, atomically precise metal clusters presented
above revealed that CPL activity in some of the clusters origi-
nated from core-localized electronic transitions whereas CPL
activity in some other clusters originates from electronic tran-
sitions that were delocalized across the metal–ligand interface.
The use of inherently chiral ligands seems to be the most
common strategy for inducing chirality into the clusters and to
induce CPL activity in metal clusters. Ligand exchange of clus-
ters (consisting of achiral ligands) with chiral ligands has also
been employed for inducing CPL activity in such clusters.

These examples raise the following questions: is the chiral
ligand/template necessary for such clusters to exhibit CPL
activity? Can an inherently chiral metal cluster (i.e., clusters
without any chiral ligands or chiral templates) in solution exhibit

Fig. 13 (A) Liquid crystalline OIM helical nanofilaments coated with double-functionalized gold nanoclusters (DF AuNC HA) made using a liquid
crystal template imaged under (a and b) TEM and AFM domains with (c) left-handed and (d) right-handed nanofilaments being distinguished. (B)
Comparison of (a) normalized absorption and (b) fluorescence emission spectra between unfunctionalized (AuNC) and double-functionalized
Au25PET18 nanoclusters (DF AuNC) measured from solutions, dry layers, and helical assemblies (HA). Dry layers of AuNCs (DF AuNC) were prepared
in the same manner (heating/cooling procedure) as helical assemblies, but without the OIM template. (C) 2D maps showing (a) left-handed and (b)
right-handed circularly polarized luminescence measured from samples with helical assemblies of gold nanoclusters (DF AuNC HA) along with (c)
glum calculated for this set of data. Both CPL maps are drawn using the same fluorescence intensity scale. (Reproduced from ref. 54 with permission
from John Wiley and Sons, Copyright 2022).

Fig. 14 (a) CD and the corresponding UV–visible spectra and (b) CPL
and the corresponding PL spectra of aqueous AuNC solution. Black and
red traces correspond to D- and L-AuNCs, respectively. (c) CPL and the
(d) luminescence plot of the AuNC-incorporated PVA film. The positive
and negative CPL plot corresponds to D- and L-AuNC, respectively. The
inset in ‘d’ shows a photograph of the film under 365 nm UV illumina-
tion. (Reproduced from ref. 55 with permission from the Royal Society of
Chemistry, Copyright 2023).
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CPL activity? Clusters such as Ag29, Au38, etc., could be suitable
candidates for such studies. Effects of electron-donating or elec-
tron-withdrawing substituents are also to be probed in order to
have better clues for enhancing CPL activity in these clusters.

Conclusions

This review highlights the importance of chiroptical spec-
troscopy in understanding the structure–chiroptical property
relationships of atomically precise, ligand-protected metal
clusters. We mainly focus on the CD and CPL spectroscopy
and theoretical simulations to unravel the origins of chirality
and photoluminescence in these clusters. The review also pro-
vides a timely account of the emergence of atomically precise,
ligand-protected noble metal clusters as a new class of CPL-
active nanoscale fluorophores.

Compared to organic molecules, analysis of emissive
excited-state geometries is challenging for these clusters owing
to their larger sizes and resulting complex electronic structures
and higher computational costs. Many of these clusters exhibit
glum values of the order of 10−3, which are comparable to those
of organic molecules and several other CPL-active nanoscale
fluorophores.

Some of the clusters discussed here exhibited considerable
CPL activity in their self-assembled form or in a matrix-

embedded form, which is promising in the context of CPL-
related applications. However, there is a need to develop better
methods to design the CPL-active clusters in order to make
use of the CPL activity of these clusters for applications.

Chiroptical measurements of such clusters should be con-
ducted more thoroughly and rigorously in order to test for
potential artefacts, and one has to clearly report the control
experiments. This is especially important for CPL measure-
ments. Relatively less-explored techniques, such as VCD and
ROA, are expected to be employed to greater extents to investi-
gate ligand-protected metal clusters. Efforts towards cluster-
assembled materials when combined with chiroptical measure-
ments could create potential materials for chirality-based appli-
cations. Another important aspect when considering the chiral-
ity of these clusters is the inherent dynamics of their cores and
their metal–ligand interfaces. Understanding the roles of these
aspects could lead to designing metal clusters with enhanced
chiroptical properties. We hope that our review will accelerate
the research activities in the chiroptical activity of metal clusters
and nanomaterials in general toward achieving better under-
standing of their structure–property relationships.
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Table 1 CPL-active, ligand-protected metal clusters reported so far and their key chiroptical properties

Cluster Ligand (chiral/achiral) |glum| (λmax)
CPL detected in
solution/solid state Ref.

Ag29(DHLA)12 Dihydroxylipoic acid (chiral) 2 × 10−3 (660 nm) Solution 41
Ag6(L6/D6) (L/D = Ligands) (S)-/(R)-4-Isopropylthiazolidine-2-thione

(chiral)
4.42 × 10−3 (574 nm) 44

[Ag17(R/S-NYA)12](NO3)3 (NYA =
Ligand)

N-((R/S)-1-(Naphthalen-4-yl)ethyl)prop-2-yn-1-
amine (chiral)

1.2 × 10−3 (745 nm) Solution 46

Au3[(R/S)-Tol-BINAP]3Cl (R)- or (S)-2,2′-bis(di-p-tolylphosphino)-1,1′-
binaphthyl (chiral)

7 × 10−3 (583 nm) Solution 45

[IrAu12((R,R)/(S,S)-DIPAMP)5Cl2]
+ 1,2-Bis[(2-methoxyphenyl)phenylphosphino]

ethane (chiral)
3 × 10−3 (600 nm) Solution 47

[Au13((R,R)-DIPAMP)5Cl2]
3+ 1,2-Bis[(2-methoxyphenyl)phenylphosphino]

ethane (chiral)
2 × 10−3 (760 nm) Solution 47

R/S-[S2−@Ag12@S8@Ag32(PS)24]
2+ (R/S)-Binaphthyldithiophosphoric acid

(chiral)
6 × 10−3 (626 nm) Solution 49

Ag24Au1(R/S-BINAS)x(DMBT)18–2x R/S-1,1′-[Binaph-thalene]-2,2′-dithiol (chiral) 1.5 × 10−4 (880 nm) Solution 18
Ag9(MBA)9 MBA = 2-mercaptobenzoic acid (achiral) 1.05 × 10−2 (630 nm) Crystals 53
(D/L-Cys)2Cu4I4 D/L-Cysteine (chiral) 1.22 × 10−2 (625 nm) Solution 51
Au25(PET)18 PET = 2-phenylethanethiol (achiral) 0.32 (880 nm) Films 54
[Au6(D-/L-Cys)8]

2+
D/L-Cysteine (chiral) 8.1 × 10−3 (625 nm) Solution 55

[Cu3(R/
S-NHCpy)3]2(PF6)6·(CH3CN)7.5

R/S-NHCpy-H·PF6 (chiral) 2.1 × 10−3 (455 nm) Solution 56

[Cu15Ag4(R/S-PEA)12](BF4)5 N-((R/S)-1-Phenylethyl)prop-2-yn-1-amine
(chiral)

1 × 10−3 (608 nm) Crystals 57

R/S-(Cu6(iptt)6) R/S-4-Isopropylthiazolidine-2-thione (chiral) Not reported, (858 nm) Solid state 58
Au5(MPA)5 MPA = mercaptopropionic acid (with Zn2+ ion

and Tween-20- a chiral surfactant)
13 × 10–3 (443 nm) Solution 59

AuAg@AMP (exact composition
not known)

AMP = Adenosine 5′-monophosphate (ligand),
G-quadruplex (chiral template)

1.3 × 10−2 9 (for L-clusters)
and 2.7 × 10−2 (for R-clusters)
(475 nm)

Solution 60

Cu2I2(BINAP)2 R/S-BINAP: (R/S)-2,2′-bis(diphenylphosphino)-
1,1′-binaphthalene (chiral)

9.5 × 10−3 (543 nm) Microcrystals
dispersed in ethanol

61

Cu4I4(R/S-3-quinuclidinol)3 R/S-3-Quinuclidinol (chiral) 4.3 × 10–3 (for R) 4.1 × 10–3
(for S) (580 nm)

Powdered crystals 62
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