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Improved understanding of heterojunction interfaces has enabled multijunction photovoltaic devices to
achieve power conversion efficiencies that exceed the detailed-balance limit for single-junctions. For
wide-bandgap perovskites, however, the pronounced energy loss across the heterojunctions of the
active and charge transport layers impedes multijunction devices from reaching their full efficiency
potential. Here we find that for polycrystalline perovskite films with mixed-halide compositions, the
crystal termination—a factor influencing the reactivity and density of surface sites—plays a crucial role in
interfacial passivation for wide-bandgap perovskites. We demonstrate that by templating the growth of
polycrystalline perovskite films toward a preferred (100) facet, we can reduce the density of deep-level
trap states and enhance the binding of modification ligands. This leads to a much-improved
heterojunction interface, resulting in open-circuit voltages of 1.38 V for 1.77-eV single-junction

Received 6th May 2025, perovskite solar cells. In addition, monolithic all-perovskite double-junction solar cells achieve open-
Accepted 19th June 2025 circuit voltage values of up to 2.22 V, with maximum power point tracking efficiencies reaching 28.6%
DOI: 10.1039/d5ee02462¢ and 27.7% at 0.25 and 1.0 cm? cell areas, respectively, along with improved operational and thermal
stability at 85 °C. This work provides universally applicable insights into the crystalline facet-favourable
rsc.li/ees surface modification of perovskite films, advancing their performance in optoelectronic applications.

Broader context

All-perovskite tandem solar cells offer a promising pathway to achieve higher solar power conversion efficiencies compared to existing single-junction solar cells,
combined with the advantage of low-temperature processing. However, they have not yet achieved their full performance potential, mainly due to a substantial open-
circuit voltage deficit and poor operational stability in wide-bandgap perovskites. Previous studies have attributed significant performance losses to non-radiative
recombination at the interface between wide-bandgap perovskites and the electron transport layer. In this study, we demonstrate that for polycrystalline perovskite
films with mixed-halide compositions, the crystal termination plays a crucial role in interfacial passivation for wide-bandgap perovskites. The atomic arrangements of
as-deposited polycrystalline perovskite films can impact the formation of surface defect states and the binding strength with passivation ligands, ultimately controlling
the non-radiative recombination process at the perovskite heterojunctions. Assisted by theoretical calculations, we utilise ammonium-based salts to template the
growth of the polycrystalline perovskite films towards a favourable termination. This results in a low trap density and strong binding with passivation ligands. This
approach significantly reduces interfacial losses and enhances the output voltage in wide-bandgap and all-perovskite tandem solar cells.
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Introduction

Metal-halide perovskite-based tandem solar cells offer a pro-
mising avenue to achieving power conversion efficiencies
(PCEs) of over 45%" with low embodied energy and potential
for mass production. Thanks to the recent development of
wide-bandgap (~1.8 eV)* and narrow-bandgap (~1.2 eV)’
perovskite photo-absorbers, ‘‘all-perovskite” tandems have
demonstrated PCEs of over 30%,* surpassing by a significant
margin those reported in the single-junction counterparts®
and approaching the realised performance of “perovskite-on-
silicon” tandem solar cells.’

The key to maximising the performance of tandems lies in
minimising the energetic losses in each sub-cell.”*’ This is
achieved by reducing non-radiative recombination losses at
the heterojunction interfaces and controlling detrimental trap
states in the absorber layer.>° For narrow-bandgap (~1.25 eV)
tin-lead (Sn-Pb) perovskites, effective bulk and interface modi-
fications have enabled single-junction perovskite solar cells
(PSCs) with open-circuit voltage (Voc) deficits — the differ-
ence between the bandgap energy and the Voc — of about
0.35 eV.''® In comparison, solar cells with a bandgap of over
1.75 eV have yet to achieve Voc deficits below 0.40 ev.'>"
Therefore, improving the V¢ of wide-bandgap (>1.75 eV) sub-
cells and tandem performance remains an imperative and
challenging task in the field.

For ‘positive-intrinsic-negative” (p-i-n) wide-bandgap
PSCs, the most significant performance loss has been attrib-
uted to the perovskite and electron-transporting-layer (ETL)
interface.’®?° Most mitigation strategies developed for the
interface can be categorised as suppressing electronic defects
and introducing field-effect interlayers between the perovskite
and ETL."*'** Conceivably, their effectiveness relies on bind-
ing passivation materials to the perovskite surface, where
specific crystal terminations can determine the density and
reactivity of surface sites.>»*® Previously, organic molecules,
including ammonium-based ligands, have been found to influ-
ence the crystallographic orientation of hybrid perovskites,
when added into the perovskite precursor solution.”®*”
Furthermore, numerous recent studies have reported advance-
ments in promoting a preferred orientation, which helps con-
trol trap density and enhance the phase stability of perovskite
materials.'®**?> However, research focusing on orientation-
dependent interface modifications remains limited, despite the
fact that the binding of ligands to the perovskite surface will
strongly depend upon the termination of the target surface.
Further exploration of these aspects could provide viable path-
ways for optimising perovskite devices and minimising voltage
losses.

Here, we investigate the effect of interface modification for
wide-bandgap PSCs with respect to the perovskite crystal orien-
tation and surface termination. Our investigations start by
analysing the impact of atomic coordination on surface-defect
formation and binding strength of passivation ligands using
first-principles calculations. We identify that a (100)-dominated
crystal growth of perovskite material shows the lowest trap
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density and substantially reduced interfacial losses when in
contact with a top ETL. This leads to a photoluminescence
quantum yield (PLQY) of up to 4.3% for the 1.77 eV perovskites
when incorporated into the complete device stack. Through
optimisation, we fabricate single-junction PSCs with V¢ values
of up to 1.38 V, demonstrating a deficit of 0.39 eV at the
corresponding bandgap. We proceed to fabricate two-terminal
all-perovskite tandems, achieving the Vo values of 2.22 V and
maximum power point tracked (MPPT) PCEs of up to 28.6% at
0.25-cm? devices. With the active area increased to 1 cm?, the
cells exhibit a slight performance gap compared to smaller
cells, yielding PCE values of up to 27.7% (certified at 25.96%).

Facet engineering

We first consider the atomic arrangement and surface states of
halide perovskites. For a cubic ABX; perovskite, the (100) crystal
orientations provide a stacking sequence of atomic layers
-+ -AX-BX,-AX-BX, - -, the (110) has a stacking sequence of
-+ X,-ABX-X,-ABX-X, -+, and the (111) possesses a stacking
pattern of ---AX3;-B-AX;-B-AX;---. These distinct atomic
arrangements lead to pristine (100), (110), and (111) facets with
six possible surface terminations in total, i.e., the AX (100) and
BX, (100), and the X, (110), ABX (110), AX; (111), and B (111)
(Fig. 1a). Using density functional theory (DFT) calculations for
the archetype FAPbBr; (FA = formamidinium) perovskite, we
show that the (100) terminations are non-polar and do not
introduce new states in the bandgap. In contrast, the (110) and
(111) terminations exhibit electronic states with an extra posi-
tive or negative charge, depending on the atomic arrangement
at the surface (Fig. 1b). This increases susceptibility for surface-
defect formation with energies near the Fermi level in the
perovskites with (110) and (111) orientations, in comparison
to those with (100) surfaces.>”

To enable perovskite growth with lower trap densities,
we seek ligands that effectively interact with perovskite species
for crystal nucleation and enhance the (100) orientation by
reducing its surface energy. As depicted in Fig. 1c, phenethyl-
ammonium (PEA) and 4-fluoro-phenethylammonium (4-F-PEA)
cations have considerably larger dipole moments (9.42 and
12.43 Debye, respectively) than the FA cation (0.22 Debye),
favouring stronger interactions with perovskite precursors
(Fig. S1 and Table S1, ESIt).>* Furthermore, the higher maxi-
mum electrostatic potential on the -NH;" side of 4-F-PEA
suggests an increased binding strength with the PbX;™
network.*® This aligns with our DFT calculations for the
archetype FAPbBr; perovskite (Fig. 1d), where we replace the
outermost FA cation with either a PEA or a 4-F-PEA cation at
the FABr (100), FAPbBr (110), and FABr; (111) slabs (Methods).
We find that the presence of PEA and 4-F-PEA additives
considerably reduces the surface energy of the neutral (100)-
orientated perovskite, with 4-F-PEA resulting in the lowest
surface energy. In contrast, the additive treatment has mini-
mal effects on the surface energy of crystals with both the
(110) and (111) orientations. Therefore, we expect 4-F-PEA to
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Fig. 1 Surface atomic arrangements and crystal growth of wide-bandgap perovskites. (a), Cross-sectional and top-view of the structural models of the
slabs for (100), (110), and (111) surfaces as created from cubic metal-halide perovskite ABXs (A, blue; B, grey; X, orange). Here, ‘a" is the lattice constant of
the cubic ABXs. (b), Calculated density of states for FABr (100), PbBr, (100), Br, (110), FAPbBr (110), FABrs (111), and Pb (111) surfaces. The Fermi energy
level is set to zero. (c), Calculated electrostatic potentials (a.u.) of PEA and 4-F-PEA cations. (d), Surface energies of (100), (110), and (111) surfaces
considering without and with the treatment of PEA or 4-F-PEA. (e), XRD patterns, (f), cubic lattice parameters and (100)/(110) peak ratios, and (g), PLQY
values at a 1-sun equivalent intensity (data are mean + s.d.), of wide-bandgap perovskite thin films at varying 4-F-PEA concentrations (0—10 mol%).

stabilise Br-containing perovskites with a preferred exposure
of the (100) crystal facets.

Using ligands with preferential crystallographic interactions
is a common approach to control the shape of nano- and
macro-crystals during colloidal growth.*>*® To assess the
impact of 4-F-PEA on the crystal growth of wide-bandgap
perovskites, the additive is introduced into the precursor
solution with an initial composition of Csy,FAq gPb(Iy.¢Brg.4)3-
The X-ray diffraction (XRD) pattern of the as-annealed
untreated (reference) film displays major reflections at 14.4°,
20.3°% and 25.0° that are attributed to (100), (110), and (111)
planes, respectively, for a 40% Br-containing perovskite
(Fig. 1€).*” The initial peak intensity ratio of (100)/(110) in the
reference film is smaller than 1, but this increases to 2.6 with
the addition of 10 mol% 4-F-PEA into the perovskite precursor.
This indicates a reorientation of (100) planes parallel with the
substrate plane. Grazing-incidence wide-angle X-ray scattering
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(GIWAXS) patterns confirm this observation, displaying an
increased peak intensity near ¢ = 1.0 A™" in the out-of-plane
direction (y = 0°) for the 4-F-PEA-treated film (Fig. S2, ESI{).*®
We also observe that the summed peak area of (100), (110), and
(111) planes increases with the 4-F-PEA addition, suggesting an
increased film crystallinity upon the additive treatment (Table
S2, ESIT). No discernible 2D phase formation is observed up to
5 mol% of 4-F-PEA addition, indicating minimal incorporation
of cations into the perovskite lattice (Fig. 1f and Fig. S3, ESIT).
Time-of-flight secondary ion mass spectroscopy (ToF-SIMS)
results suggest that residual PEA-based cations are primarily
located within the top (~100 nm) region of the perovskite film
(Fig. S4, ESIt). This confirms the role of PEA ligands in
templating crystal growth from the exposed top surface during
crystallisation.>® Our evaluation of the optoelectronic proper-
ties of the modified perovskite films, through PLQY analysis,
shows a more than three-fold increase in the 4-F-PEA added

This journal is © The Royal Society of Chemistry 2025
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samples (up to 3.4%) compared with the reference film (0.94%) orientations (Fig. 1a and Fig. S5, ESIT). We find that EDA/PEA
(Fig. 1g). This suggests that either the enhanced (100) crystal ligands show the highest coverage and binding affinity on a
orientation and crystallinity reduce the trap density of perovs- (100)-terminated surface, followed by (110) and (111) termina-
kite films, or that the residual 4-F-PEA coated surfaces are well tions (Fig. 2a). On an intrinsically benign (100) surface, intro-
passivated, or a combination of both, thanks to the as-designed  ducing antisite defect Brp,> —the most common defect with
molecular modification. low formation energy in Br-containing perovskite films®—
causes localised deep traps that are dominated by only Br-s/-p
states (Fig. 2b and c). This contrasts with other typical defects,
Facet-enhanced surface passivation e.g, V', Vea ', Brpa® ", and Vpp,2~, that do not generate deep
and phase Stablllty traps (Fig. S6, ESIf). After passivation, we find that Brp,’ -
generated deep traps are eliminated, primarily through the
Interface passivation is critical to suppressing non-radiative charge transfer process between the EDA/PEA ligands and the
recombination losses across the wide-bandgap perovskite/ (100) perovskite surface (Fig. 2b, ¢ and Fig. S7, ESIt). Interest-
charge-transport-layer heterojunctions. This can be achieved ingly, on both (110) and (111) surfaces, we observe that the
by reducing deep trap states at the interface or physically EDA/PEA ligands are not able to passivate all the surface states
decoupling the electronic interaction between the perovskite (Fig. S8, ESIt). Therefore, our computational study provides
and charge transport layers'°—strategies that favour a strong reassurance that enabling a (100)-preferred orientation also favours
binding between the passivation material and perovskite interface passivation of wide-bandgap perovskite materials.
interfaces.>**>° In this analysis, we utilise a bimolecular We verify the impact of crystal orientation on interface
ethane-1,2-diammonium (EDA)/phenethylammonium (PEA) passivation using PLQY analysis (Fig. 2d). For the reference
ligand modification, given the high device Vocs reported for film covered with a [6,6]-phenyl-Cg;-butyric acid methyl ester
this passivation ligand pair."*'"*> To understand the passiva- (PCBM) ETL, we observe a relatively small improvement in
tion of EDA/PEA ligands in more detail, we consider their PLQY (from 0.02 to 0.14%) following EDA/PEA passivation.
interactions with defect sites (e.g., Vps~ or Brp,” ) on the six In comparison, the PLQY of the 4-F-PEA sample increases
possible terminal surfaces of (100), (110), and (111) crystal by nearly two orders of magnitude (from 0.04 to 2.89%) after
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Fig. 2 Termination-dependent passivation and nanoscale optical properties for wide-bandgap perovskite interface. (a) Calculated binding energy and
coverage of PEA/EDA ligands on (100), (110), and (111) surfaces. The more negative binding energy indicates a stronger ligand adhesion. The coverage of
ligands is defined as 1/a%, where a2 is the area of the (1 x 1) (100) surface displayed in Fig. 1a. (b and c) Calculated projected density of states (PDOS) for
FABr (100) (b) and PbBr, (100) (c) surfaces. Top, pristine surface; middle, surface with a Brp,>~ antisite defect; bottom, surface passivated by PEA* and
EDA?* cations. The deep trap states that appeared in the bandgap are indicated by arrows. States related to organic molecules are not shown as they have
low contributions near the band edges. The Fermi energy level is set to zero. (d), PLQY of wide-bandgap perovskites processed on glass and covered by
an ETL (ETL stack) and in a p—i—n stack, with (cross-hatched) or without (open) PEA/EDA surface passivation. The stars represent calculated QFLS (eV)
given the average PLQY values. (e and f), Top-view SEM images (e) and CL hyperspectral imaging with a spectral window of 650-800 nm (f) of reference
and 4-F-PEA (1 mol%) perovskite films with and without e-beam-induced phase separation. (g), The corresponding CL line-scan spectra for arrows
shown in (f). Green dashed line, reference film; orange dashed line, 4-F-PEA film. The scale bars are 500 nm.
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passivating the perovskite/ETL interface, which corresponds to
a projected 112-meV increase in quasi-Fermi level splitting
(QFLS). Notably, without passivation, the relatively low PLQY
of the 4-F-PEA sample (0.04%) suggests that the improvement
in bulk crystallinity resulting from the additive treatment
(Table S2, ESIt) does not substantially enhance the perovs-
kite/ETL interface. Additionally, we observe minimal differ-
ences in PLQY between surface-passivated perovskites on
either bare glass or NiO,/(2-(4-(bis(4-methoxyphenyl)amino)-
phenyl)-1-cyanovinyl)phosphonic acid (MPA-CPA)*? as the hole
transport layer (HTL) (Fig. S9a-c, ESIT), suggesting that surface
treatments similarly affect the bulk characteristics of the per-
ovskite prior to depositing an ETL. Besides reducing interfacial
defects, we infer that enhanced ligand coverage can suppress
non-radiative recombination losses by reducing the contact
area between the perovskite and ETL.'>** We also observe a
similar enhancement in PLQY within a complete p-i-n stack,
where the 4-F-PEA sample exhibits a threefold increase in PLQY
(4.30%) compared with the reference sample (1.21%). This
corresponds to a calculated QFLS of 1.41 and 1.37 eV for the
4-F-PEA and reference device, respectively. We note that it is
surprising that the passivated complete p-i-n stack (without
electrode) exhibits higher PLQYs than the passivated perovs-
kite/ETL stack processed on glass, yet for the non-passivated
reference and 4-F-PEA films, the PLQY values are similar.
We interpret these observations to suggest that passivation
may also positively influence the buried interface, resulting in
the HTL/perovskite interface being less lossy than the glass/
perovskite interface. This aligns with our findings of a notable
PLQY enhancement after passivating the reference and 4-F-PEA
films processed on HTLs (Fig. S9a and b, ESIt). The trends in
PLQY can be well reproduced across samples from different
batches (Fig. S9d, ESIt). We propose that the solution- and
annealing-based post-treatment facilitates the recrystallisation
of the perovskite films,'"** altering crystal orientation and
globally improving film crystallinity. This further contributes
to reducing non-radiative recombination losses at the interface
(Fig. S10, ESIt). In summary, our findings indicate that a well-
oriented (100) crystal surface in the perovskite film leads to a
significantly better-passivated perovskite/ETL interface.

In wide-bandgap perovskites with over 20% Br at the X-site,
phase heterogeneity incurred during film growth or device
operation has been found to negatively impact the performance
and stability of photovoltaic devices.®*® We postulate that the
crystal reorientation facilitated by our additive treatment helps
to immobilise halide anions and enhance material stability.
To probe the phase stability, we combine secondary electron
(SE) and cathodoluminescence (CL) microscopy to visualise the
microscopic optoelectronic properties of perovskite films
(Fig. 2e-g). The hyperspectral dataset shows that initially both
the reference and 4-F-PEA (1 mol%) films are homogeneous by
displaying a wide-bandgap perovskite emission peaked near
680 nm (Fig. S11, ESIt). No discernible CL emissions from either
low-energy (~750 nm, iodide-rich perovskite’’) or high-energy
(~520 nm for PbL,*® and ~600 nm for 85% Br-rich perovskite*’)
phases can be identified (Fig. S12, ESIt). During extended CL
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measurements, we find a substantial transition of CL emission
peaks from 680 to 750 nm in the reference sample, which can
be attributed to electron-beam-induced iodide segregation.*®
In comparison, the 4-F-PEA sample appears to be more robust
against beam-induced halide segregation. The trend in phase
stability is also verified using time-dependent PL spectra (Fig. S13,
ESIt). The higher intensity in 690 + 40 nm filtered CL map
suggests an unchanged wide-bandgap phase in the 4-F-PEA film,
as opposed to the brighter 760 + 20 nm filtered CL map for the
degraded reference film (Fig. S12b and c, ESIt). Notably, for beam-
induced halide segregation, we observe higher emission intensity
at grain boundaries relative to grain interiors, similar to those
observed for light-induced ion migration in wide-bandgap perovs-
kite materials.>* Additionally, CL hyperspectral imaging reveals
considerably higher uniformity in the emission wavelength for the
4-F-PEA film, which is characterised by a single peak at 688.5 +
6.2 nm (Fig. 2f-g and Fig. S14, ESIt). In contrast, the reference
sample displays an inhomogeneous phase distribution, evidenced
by a double peak at 683.1 + 5.2 and 746.6 + 11.6 nm. Therefore,
we conclude that facet engineering also enhances the phase
stability of wide-bandgap perovskite materials.

Single-junction solar cells

By leveraging these insights, we fabricate 4-F-PEA-treated
Cso.2FA( sPb(Iy.6Bro.4)s PSCs in a p-i-n structure of fluorinated
tin oxide (FTO)/NiO,/MPA-CPA/perovskite/PCBM/polyethylenei-
mine (PEI)/SnO,/Ag (Fig. S15, ESIt). The device statistics sug-
gest a substantial increase in Vo and PCE values after treating
the perovskite film with 1-2 mol% of 4-F-PEA, resulting in a
maximum steady-state efficiency of 20.5% in the 4-F-PEA-
treated device with an active area of 0.25 cm” (Fig. 3a and
Fig. S16, S17, ESIt). These devices feature a maximum V¢ of
1.38 V, enabling a deficit of 0.39 V compared to the 1.77 eV
photovoltaic bandgap (Fig. S18, ESIt). The electroluminescence
external quantum efficiency (EL-EQE) for reference and 4-F-
PEA device show EQE values of 0.15 and 1.8% under an
injection current around the short-circuit current density
(Jsc), 18.5 mA ecm 2, This increase from 0.15 to 1.8% translates
to a 60-meV reduction in the non-radiative recombination loss
(AVoc,nr) and a calculated Ve of 1.38 V for the 4-F-PEA device,
in good agreement with the measured cell data (Fig. 3b).
Additionally, the high-sensitivity EQE spectrum suggests
slightly reduced sub-bandgap states for the 4-F-PEA device
(Fig. S19, ESIt).°>** As discussed in the PLQY analysis, we
believe that the performance improvement mainly arises from
a better-passivated perovskite/ETL interface rather than the
bulk of the perovskite itself. We also performed PL imaging
under open-circuit (OC) and short-circuit (SC) conditions, to
visualise the spatial distribution of luminescence and deter-
mine the “charge collection quality” (Qcon) for full devices
(Fig. 3d).>* At OC the 4-F-PEA and reference device exhibit a
mean QFLS value (calculated from the absolute PL intensity) of
1.37 and 1.35 eV, respectively, suggesting an enhanced perovskite/
ETL interface over millimetre length scale for the 4-F-PEA-treated

This journal is © The Royal Society of Chemistry 2025
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Fig. 3 Photovoltaic performance and stability of wide-bandgap PSCs. (a) The J-V characteristics of champion single-junction solar cell measured under
simulated AM1.5G illumination (100 mW cm™2) in reverse and forward sweeps. The inset shows the PCE after 30 s of MPPT. (b) EL—EQE vs. current density
for representative reference and 4-F-PEA single-junction PSCs. A dotted line is drawn where the injected current density is approximate to the Jsc under
1-sun illumination. (c) The PCE (determined by MPPT, measured periodically under AM1.5G 1-sun irradiance at room temperature) vs. time for reference
and 4-F-PEA single-junction solar cells aged at 85 °C in the dark in N,. A dotted horizontal line is drawn to indicate when the device PCE dropped to 80%
of its initial performance. (d), QFLS (measured at OC in complete devices) and charge collection quality (Qcou, by comparing the QFLS measured at the
device OC and SC) maps for reference and 4-F-PEA PSCs (Methods), measured after O h (fresh) and 2100 h of 85 °C dark ageing in N,. The scale bars are
1 mm. (e), The corresponding QFLS histograms of reference and 4-F-PEA devices before and after ageing.

device (Fig. 3e). When comparing the QFLS at SC and OC
conditions,>® we observed that the 4-F-PEA device displays an
overall higher collection quality than the reference device, with
the average values increasing from 0.989 to 0.992.

To test the thermal stability of cells, we measure the MPP
efficiency of reference and 4-F-PEA-treated devices at various
time intervals, during ageing at 85 °C in N, (ISOS-D-2).>> The
reference device drops its initial performance to below 80%
within 100 h, while the best 4-F-PEA-treated device retains
around 80% of its initial PCE after 1000 h (Fig. 3c). QFLS
mapping over millimetre length scales reveals that the 4-F-PEA
devices maintain a 15-meV higher mean QFLS than the refer-
ence cells after ageing at 85 °C for 2100 h (Fig. 3d). Interest-
ingly, the aged reference device exhibits a much lower average
Qcon value (0.39) compared with the aged 4-F-PEA device (0.52).
These results, in line with the superior Jsc and fill factor (FF)
data measured for the 4-F-PEA cell (Fig. S20, ESIT), demonstrate
the better current collection quality of the 4-F-PEA-treated
devices after thermal stressing. Additionally, we expose
encapsulated solar cells to full-spectrum simulated sunlight
(~76 mW cm™?) at 85 °C under OC in ambient air (ISOS-L-2).
This stringent ageing condition results in rapidly decreased cell
performance for both types of devices within the first 100 h of
exposure (Tg, lifetime < 48 h, Fig. S21, ESIt). Analyses of the

This journal is © The Royal Society of Chemistry 2025

photovoltaic (PV) parameters suggest a rapid decrease in both
Jsc and FF during ageing, indicating the formation of resistive
barriers for charge-carrier extraction. Despite that, the 4-F-PEA
devices constantly display higher PCEs than the reference
during the tracking period. Examining the cross-sectional
morphology after about 240 h of ageing shows that the 4-F-
PEA-treated cell largely retains its initial grain morphology, in
contrast to the “merged grain morphology” observed in the
reference (Fig. S22, ESIt). This suggests that the modification
enhances the stability of the PSCs under temperature and light-
soaking conditions. We hypothesise that a stronger bonding
affinity between the perovskite surface and the EDA/PEA passi-
vator may contribute to the maintained performance after
ageing (Fig. S23, ESIt). We anticipate that further investigations
into stable passivation ligands and additives will be beneficial
in enhancing long-term operational stability.*

Tandem solar cells

We fabricate monolithic all-perovskite tandem solar cells com-
prising 1.77 eV wide-bandgap and 1.26 eV narrow-bandgap
Cso.1FA¢ sMA, 3Pbg 550, 513 (MA = methylammonium) absorbers
based on a device structure shown in Fig. 4a. The sub-cells are
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Fig. 4 Photovoltaic performance of all-perovskite tandem solar cells. (a) Device configuration and cross-sectional SEM of tandem solar cells. The scale
bar is 1 um. (b) The J-V characteristics of champion tandem solar cells measured with an aperture area of 0.25 or 1.00 cm?. The inset shows the PCE after
30 s of MPPT. (c) Reconstructed or pseudo J-V characteristics of wide- and narrow-bandgap sub-cell obtained from the EL-EQE vs. injection current

density curves and scaled to the short-circuit photocurrent density (16.3 mA cm

~2) according to the measured tandem solar cell. The reconstructed

tandem J-V characteristics are obtained by adding the voltage of both sub-cells at each current density. (d) MPP tracking stability of an encapsulated
device in ambient air at room temperature under simulated AM1.5G 1-sun illumination. (e) The MPP efficiency of tandem solar cells measured periodically
under AM1.5G 1-sun irradiance at room temperature, aged at 85 °C in the dark in N, for the length of time shown on the x-axis.

connected through a PCBM/PEI/SnO,/indium zinc oxide (IZO)/
poly(3,4-ethylene dioxythiophene):polystyrene (PEDOT:PSS)
charge extraction and recombination interconnecting layer.
The champion tandem devices, enabled by the high-quality
4-F-PEA-treated wide-bandgap sub-cell and narrow-bandgap
perovskite from our previous studies (Fig. S24, ESIT),"* exhibit
a steady-state PCE of 28.6 and 27.7% (25.96% certified by the
Japan Advanced Institute of Science and Technology (AIST))
with an aperture area of 0.25 and 1 cm?, respectively (Fig. 4b
and Fig. S25, S26 (ESIY), and Table 1). The statistical perfor-
mance data suggest good reproducibility of the tandem cells,
with the 4-F-PEA-treated devices featuring a maximum Vg of
2.22 V (Fig. S27, ESIt). We note that our multi-source solar
simulator is adjusted to achieve low mismatch factors (<1%)
for both sub-cells, adding credibility to our cell data measured
in-house (Fig. $28, ESIT).>® To analyse the efficiency potential of
tandem solar cells, we measure injection current-dependent
absolute EL spectra for both sub-cells integrated into a tandem
(Fig. S29, ESIt)."® The reconstructed pseudo-j-V curves imply a
Voc of 0.883 and 1.330 V for the narrow- and wide-bandgap sub-
cell, respectively, suggesting a summed tandem Vg of 2.213 V,
which is very close to the measured data under simulated
AM1.5 sunlight (2.217 V). This indicates negligible Vo losses
incurred in the recombination junction (Fig. 4c). By simply
reducing the series resistance losses in the tandem cell, we
would be able to achieve a high FF (89.9%) and a PCE of 32.5%,
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as inferred from our pseudo-/-V curve. Furthermore, optical
simulations suggest that a tandem Jsc of ~17.1 mA cm™ > can
be achieved after eliminating parasitic absorption (such as that
from PEDOT:PSS) and matching the Jsc of the sub-cells.
Consequently, the reconstructed pseudo-/-V curves indicate a
practical PCE of 33.6%, upon further realising the 95% V¢ for
both sub-cells (Fig. S30, ESIY).

We test the operating stability of tandem devices under
continuous MPP tracking under simulated AM1.5G 1-sun illu-
mination in ambient air at room temperature. The device
retains 85% of its initial PCE after 460 hours of continuous
operation (Fig. 4d). When stored at 85 °C in N, (ISOS-D-2), the
best cell maintains around 80% of its initial performance after
900 hours, while on average, tandem devices show a T, for
about 300 hours (Fig. 4e and Fig. S31, ESIt). This result is
comparable to that of single-junction wide-bandgap devices
(Fig. 3c). However, when encapsulated tandem cells are aged
under full-spectrum sunlight illumination with an intensity of
~76 mW cm™ > at the OC and 85 °C in ambient air (ISOS-L-2),
their performance drops rapidly within just a few hours (T,
lifetime <5 h, Fig. S32, ESIt). This accelerated degradation is
primarily due to the additional interfaces created by the two
perovskite absorbers. We expect that the combined effects of
heat and photocarrier/ion accumulation at the perovskite inter-
faces can dramatically reduce the material stability, especially
in the narrow-bandgap sub-cell.'” Further investigations of

This journal is © The Royal Society of Chemistry 2025
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Table 1 PV parameters of the champion tandem solar cells

Device Scan

Voc Jsc PCE Steady-state

Cells area (cm?®) direction® (V) (mA cm ?) FF (%) PCE (%)
Double- 0.25 Rev. 2.19 16.4 0.81 29.0 28.6
junction Fwd. 2.18 16.4 0.79 28.1
1 Rev. 2.18 16.6 0.77 28.0 27.7
Fwd. 2.18 16.5 0.75 27.0

“ Rev. and Fwd. represent reverse (Voc to Jsc) and forward (Jsc to Voc)
J-V scan directions, respectively.

contact materials resilient to heat and light stressors are
paramount to boosting the more realistic operational stability
of tandem solar cells for outdoor applications.

Conclusions

We have presented a thorough investigation of the generally
overlooked crystal-facet-dependent trap states and interface
modification for wide-bandgap perovskite materials. We iden-
tified that the atomic coordination of the (100) surfaces is more
favourable than the other perovskite orientations in achieving
low defect density and high binding strength of passivation
ligands at the perovskite and charge transport layer heterojunc-
tions. Controlling the film growth towards (100) orientation
resulted in more stable wide-bandgap PSCs with high Vo¢
values and all-perovskite tandem solar cells with low energetic
losses. Our study shed light on viable strategies for improving
the properties of perovskites and their photovoltaic devices.

We consider that mixed-halide, MA-free wide-bandgap per-
ovskites tend to form a substantial fraction of (110) crystal
facets, even though (100) orientations are thermodynamically
more stable. We reason that due to the complex crystallisation
dynamics of mixed halide species, the fabrication protocol can
lead to very different crystal orientations in perovskite films
with nearly equal iodide and bromide compositions. Therefore,
we believe it is crucial to study the relationship between crystal
growth and interfacial non-radiative recombination losses for
similar perovskite compositions (e.g., 40-60% Br content), as
this is essential for enhancing the performance of muljunction
solar cells.

In this study, we show that controlling crystal growth towards
(100) terminations can reduce surface defect formation and
improve the binding of PEA/EDA passivation ligands. While we
acknowledge that enhancing the effectiveness of surface passiva-
tion depends on both the control of crystal facets and the
molecular design of passivation ligands, this optimisation
approach is generally applicable to perovskites with varying com-
positions and bandgaps.

Methods

Materials

Unless stated, all materials were used as received without further
purification. Pre-patterned glass/FTO substrates (10 Q sq ') were
purchased from AGC Inc. CsI (99.99%), Snl, (99.99%), SnF, (99%),
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Sn powder (<45 pum, 99.8%), ammonium thiocyanate (NH,SCN,
99.99%), SnF, (99.99%), Ceo pyrrolidine tris-acid (97%), Al O3
nanoparticles (<50 pm, 20 wt% in isopropanol), PEI solution
(M, ~60000, 50 wt% in H,0), and all anhydrous solvents includ-
ing N,N-dimethylformamide (DMF, 99.8%), dimethyl sulfoxide
(DMSO, >99.9%), isopropanol (99.5%), ethanol (>99.5%),
chlorobenzene (CB, 99.8%), anisole (99.7%) were purchased
from Sigma-Aldrich. PbI, (>98%), PbBr, (>98%), PbCl,
(>98%), [4-(3,6-Dimethyl-9H-carbazol-9-yl)butyl[phosphonic
acid (Me-4PACz, >99.0%), piperazine (anhydrous, >98.0%)
and glycine hydrochloride (>99.0%) were purchased from
TCI Chemicals. MPA-CPA was purchased from Dyenamo AB.
Formamidinium iodide (FAI), methylammonium iodide (MAI),
ethane-1,2-diammonium iodide (EDAL), ethane-1,2-diamm-
onium bromide (EDABr,), phenethylammonium iodide (PEAI),
phenethylammonium bromide (PEABr), phenethylammonium
chloride (PEACI) and 4-fluoro-phenethylammonium chloride
(4-F-PEACI) were purchased from Greatcell Solar Materials.
PCs;BM was purchased from Nano-C. Cgo (99.99%, sublimed)
was purchased from ATR Company. PEDOT:PSS (Al4083) was
purchased from Heraeus Clevios. NiO, nanoparticles (2.5 wt%,
ethanol) were purchased from Avantama. IZO sputtering target
was purchased from Testbourne.

Solar cell fabrication

Glass/FTO substrates (3 x 3 cm?) were cleaned sequentially in
soapy water, deionized water, acetone and 2-propanol by soni-
cation and UV ozone. To prepare 1.77 eV PSCs, NiO, nano-
particles (1:10 diluted in ethanol, v:v) and MPA-CPA
(1 mg mL™" in ethanol) were sequentially spin-coated at
3000 rpm for 30 s with an acceleration of 1000 rpm s *. The
HTLs were annealed together at 100 °C for 10 min. To improve
the wetting of perovskite inks, Al,0; nanoparticles (1:150
diluted in isopropanol, v:v) were spin-coated at 4000 rpm for
30 s with an acceleration of 2000 rpm s * and annealed at
100 °C for 2 min. The Cs,,FA, gPb(Iy¢Bry.4); precursor solution
was prepared by dissolving stoichiometric CsI (0.2), FAI (0.8),
PbI, (0.4), and PbBr, (0.6) salts in mixed DMF : DMSO solvent
(4:1, v:v) at a concentration of 1.2 M in 1 hour before the
deposition. 200 pL precursor solution was cast on the HTL at
4000 rpm for 32 s with an acceleration of 1000 rpm s ', and
150 pL anisole was dropped on the spinning substrate 8 s
before the end of the program. The perovskite film was
annealed at 100 °C for 15 min. For the additive treatment,
1-10 mol% 4-F-PEACI was added to the precursor solution, in
which the FAI content was reduced correspondingly. After
cooling down, PEA/EDA passivation solution (mixing 1 mg PEAI
and PEABr and 0.5 mg EDAL,:EDABYr, in 1 mL isopropanol while
keeping a I:Br molar ratio of 6:4) was spin-coated on top at
4000 rpm for 30 s with an acceleration of 2000 rpm s ',
followed by annealing at 100 °C for 5 min. The ETL PCBM
solution (15 mg mL ™" in CB) was spin-coated at 1000 rpm for
30 s with an acceleration of 1000 rpm s . To facilitate the
growth of SnO, on PCBM, a seeding PEI layer (0.025 wt%
diluted in isopropanol) was spin-coated at 4000 rpm for 30 s
with an acceleration of 2000 rpm s . This is followed by
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depositing a 20 nm SnO, using temporal atomic-layer-
deposition (ALD) at 100 °C and a 100 nm Ag (0.1 A s™* for the
first 10 nm and 1 A s™* for the next 90 nm) top contact using
thermal evaporation.

To prepare tandem solar cells, the same processing condi-
tions were used for the wide-bandgap sub-cell until the SnO,
layer. A 10 nm sputter-coated IZO layer was deposited to
enhance the conductivity of the tandem recombination junc-
tion. A shadow mask with aperture areas slightly larger than the
device active area was used to avoid additional shunt losses. To
prepare the narrow-bandgap perovskite sub-cell, the HTL PED-
OT:PSS solution was filtered by a 0.45 um PVDF filter and spin-
coated on the IZO at 1000 rpm for 10 s and 5000 rpm for 30 s in
air. Then, the substrates were annealed in air at 105 °C for
10 min and another 10 min in an N,-filled glovebox 1 hour
before the deposition of mixed Sn-Pb perovskite layer. The
precursor solution Cs,1FAgsMA, 3Pbg sSn, 513 was prepared by
dissolving stoichiometric CsI (0.1), MAI (0.3), PbI, (0.5), Snl,
(0.5), FAI (0.6), SnF, (0.05), and NH,SCN (0.02) in mixed DMF
and DMSO solvent (3:1, v:v) at a concentration of 1.9 M.
Additionally, 2.5 mol% glycine hydrochloride and 0.5 mg mL ™"
Sn powder>” were added into the precursor solution. The solution
was dissolved at 45 °C for 40 min and filtered by 0.2 um PTFE
syringe filter before use. 200 pL precursor solution was cast on the
PEDOT:PSS layer and spin-coated at 1000 rpm for 10 s (with an
acceleration of 200 rpm s~ ') and 4000 rpm for 40 s (with an
acceleration of 1000 rpm s~ ). 500 pL CB was dropped on the
spinning substrate 20 seconds before the end of the program. The
perovskite film was annealed at 100 °C for 10 min and 65 °C for
over 10 min. After cooling down, a passivation solution mixed with
piperazine and Cg, pyrrolidine tris-acid was spin-coated dynami-
cally, as reported previously.'® This is followed by depositing a
20 nm Cg, ETL using thermal evaporation (0.1 A s™%), a 20 nm
ALD-SnO,, and a 100 nm Ag (0.1 A s™* for the first 10 nm and
1 A s7* for the next 90 nm) by thermal evaporation.

All devices were encapsulated for ageing tests using a cover
glass and UV-cured adhesive (Eversolar AB-341, Everlight
Chemical Industrial Co.) in a N,-filled glovebox. To improve
the device stability at 85 °C in N, (O, < 10 ppm, H,0 <
0.1 ppm) or under 85 °C in the ambient and full-spectrum
illumination at the Vo, a 300 nm SiO, layer was sputter-
coated®® on top of the device using a Cr (2.5 nm, 0.05 A ™)/
Au (90 nm, 0.1 A s7) top contact.>

All the vacuum depositions were performed by the National
Thin Film Cluster Facility (NTFC) for advanced functional
materials, assembled by Angstrom Engineering and hosted by
the University of Oxford. The thermal deposition chamber,
sputter chamber, and ALD chamber are connected by handler
units and sample transfer was performed under vacuum
conditions." The SnO, process was performed using a Picosun
(R200) ALD chamber at 5 mbar at 100 °C for the wide-bandgap
sub-cell and 85 °C for the narrow-bandgap sub-cell. The
tetrakis(dimethylamino) tin (iv) (TDMASn) and deionized (DI)
water sources were heated to 75 and 25 °C with a pulse time of
1.4 and 1.6 s, respectively. The IZO layer was sputter-coated
under 4 x 10 mbar using DC power with a pulse frequency of
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20 kHz. The flow rates for Ar and O, were 18 and 0.4 sccm
during sputtering at room temperature. The SiO, layer was
sputtered at room temperature under 4 x 10> mbar with an Ar
flow rate of 18 sccm.

DFT calculations

To compare the energetics of (100), (110), and (111) surfaces of
metal-halide perovskites in the presence of PEA or 4-F-PEA
additive, we start from a periodic unit cell of cubic FAPbBr;.
The cubic FAPbBr; perovskite is considered as the prototypical
example in this work due to its lower formation energy than its
iodine counterpart.® We then cleave the unit cell in [100],
[110], and [111] directions. Depending on termination compo-
sitions, we obtain six (1 x 1) slab models, i.e., FABr (100), PbBr,
(100), Br, (110), FAPbBr (110), FABr; (111), and Pb (111), each
one contains at least nine atomic layers. To avoid the spurious
interaction between the periodic slabs via dipole-dipole inter-
actions, the slabs are treated as symmetric with a vacuum
region of >20 A. The PEA or 4-F-PEA additive treatment in
halide perovskite is modelled by replacing the outmost FA
cation with a PEA or 4-F-PEA cation at the FABr (100), FAPbBr
(110), and FABr; (111) slabs. The inner three atomic layers of
the perovskite slabs are fixed to mimic the bulk properties.

To calculate the surface energy, we use the crystal cleaving
and surface relaxation method,®®* as given in detail in the
ESL{ First-principles calculations are performed using the
density functional theory as implemented in the Vienna ab
initio simulation package (VASP).*> The electronic exchange-
correlation interaction is described by the functional of Per-
dew-Burke-Ernzerhof (PBE) within the generalized gradient
approximation (GGA).** A plane-wave cutoff of 400 eV is used
for all geometry optimisations. The D3 correction® with Becke-
Jonson damping is used to describe the van der Waals interac-
tions. The convergence of the total energy and forces are
considered within 107> eV and 0.02 eV A™?, respectively. The
Brillouin-zone integrations are performed using a I'-centred
k-point mesh with a grid spacing of 0.25 A™".

The binding energies (E,) of EDA/PEA ligands with the
perovskite surface are defined as E, = Epc + Eligand
Eligand/pvsky where Eligand/pvsky Epvsk and Eligand are the total
energies of the ligand-perovskite crystal system, the perovskite
system after removing a ligand-halide compound (EDABr,/
PEABr) and the ligand-halide compound, respectively. Here,
the ligand-perovskite systems are taken from the snapshots of
the ab initial molecular dynamics equilibrium simulations
using the CP2K code.®® The atomic positions of these systems
are optimized further by CP2K code at the ground state. The
dipole moment of FA, PEA, and 4-F-PEA cations are calculated
using the GAMESS,®” and the electrostatic potentials are visua-
lized by Molekel 5.4.°® Crystal structures displayed in this work
are visualized by VESTA.*°

X-ray diffraction

1D-XRD was performed by a Panalytical X’Pert Pro X-ray dif-
fractometer using a Cu Ko (1.5406 A) source at 40 kV and 40 mA.
The scan step size was 0.0167°, and the measurements were

This journal is © The Royal Society of Chemistry 2025
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performed between 5-40°. To ensure similar film quality, all the
perovskite films were processed on glass/indium tin oxide
(ITO)/HTL substrates.

PLQY analysis

A 532 nm continuous wave (CW) laser (ThorLabs DJ532-10) was
used to excite the film samples through an optical fibre into
an integrating sphere. The laser intensity was adjusted to
50 mW cm™> (equivalent to 1 sun intensity for 1.77 eV band-
gap). The emission spectra (three measurements per sample)
were acquired by an optical fibre from the output of the
integrating sphere to a QE Pro spectrometer. The QFLS values
were determined according to QFLS = QFLS,.q + kT In(PLQE).
The perovskite films were encapsulated to avoid the impact of
the atmospheric environment.””

CL hyperspectral mapping

CL hyperspectral maps were measured by an Attolight Allalin
4027 Chronos in CW mode at room temperature and high
vacuum. The SE and CL images were acquired with an accel-
eration voltage of ~3 kV and beam current of ~63 pA, with
64 x 64-pixel resolution in a 3.0 um field of view. Bandpass-
filtered CL images were obtained by integrating CL intensi-
ties over specific energy ranges and analysed by a software
package.”*

ToF-SIMS

Time-of-flight secondary ion mass spectrometry (ToF-SIMS)
measurements were carried out using a M6 (IONTOF GmbH).
A 30 keV Bi;*" primary ion beam with pulses width of 2.5 ns was
used for data acquisition. During sputtering, a 10 keV Ary,g0"
ion beam with a centre size of 1200 atoms was used. A low-
energy flood gun was used for charge compensation. The raster
area of the primary beam was 200 pm x 200 pm. In the ToF-
SIMS experiments, Me-4PACz was used as the HTL, and an
equivalent amount of PbCl, was added along with PEACI] and
4-F-PEAC] (1 mol%). However, for other film and device
characterisations, PbCl, was omitted to prevent excess chloride
from affecting the optical bandgap. It is also important to note
that a small amount of PbCl, (1 mol%) has minimal impact on
device performance.

SEM

SEM images were acquired by FEI Quanta 3D FEG microscopy.
A 5 kV electron beam and secondary electron detector were
used.

EL-EQE spectra

EL-EQE spectra were measured using a home-built setup in an
N,-filled glovebox at room temperature. A Keithley 2400 source
meter unit (SMU) was used to drive the solar cells as LEDs,
which are placed on the integrating sphere coupled with fibre
and a spectrometer (Ocean Insight QE Pro) to collect the EL
spectra. The system was calibrated by a standard halogen light
source (HL-3P-INT-CAL) for absolute spectral response. Based
on the EQE value of each sub-cell obtained at an injection

This journal is © The Royal Society of Chemistry 2025
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current equal to the Jsc under 1-sun illumination (EQEg.(Ysc)),
we calculated the voltage loss of the sub-cell using

kg-T
AVc_)c‘nrzld = - B

In(EQEg (Jsc))

QFLS imaging

A 450 nm LED (Thorlabs, M450LP1) was used to illuminate the
PSCs from the glass side, which was electrically biased by a
Keithley 2400 SMU. To determine the 1-sun illumination con-
dition, the LED intensity was adjusted such that the Jsc of the
solar cell under analysis reaches a value similar to the j-V data.
At Voc and Jsc conditions, the luminescence images were
measured by a camera (Andor Zyla 4.2 sCMOS sensor)
and the PLQE and charge collection quality (Qcon) were calcu-
lated using our previously reported method.>* For ageing
tests, encapsulated solar cells using the Cr/Au contact are
described above.

Solar cell characterization

Both J-V and EQE measurements were performed in ambient
air at room temperature. Wide-bandgap single-junction PSCs
were measured without encapsulation unless otherwise stated.
Tandem solar cells were encapsulated in N, before measuring
in air to avoid Sn oxidation. For J-V measurements, solar cells
were illuminated under simulated AM1.5G irradiance gener-
ated by a Wavelabs SINUS-220 solar simulator (calibrated with a
certified monocrystalline silicon solar cell, provided and certi-
fied by Fraunhofer ISE). A Keithley 2400 SMU was used to sweep
the voltage from above V¢ to below Js¢ in the reverse scan and
from below Js¢ to above V¢ in a forward scan at a scan rate of
300 mV s '. To determine the steady state PCE, active MPP
tracking using a gradient ascent algorithm was performed for
30 seconds. During the measurements, the devices were
masked with a black shadow mask with an aperture area of
0.25 or 1 cm”. The mismatch factor was calculated to be less
than 1% for both sub-cells.

For the long MPP test (Fig. 4d), edge-encapsulated tandem
solar cells (with Ag top contact) were measured in ambient
under simulated AM1.5G illumination (Class ABA Newport
solar simulator, LSH-7320) using a LabView MPP tracking script
and a Keithley 2400 SMU. No UV filter was applied.

The EQE measurements were performed using a home-built
setup. A modulated (Princeton Instruments SP2150) halogen
lamp was used as the light source. The signal of solar cells was
measured with a lock-in amplifier (Stanford Research, SR830)
and transformed into EQE using a calibrated silicon reference
cell. For tandem solar cells, a 850-nm LED bias light (Mightex
Systems) and a bias voltage near the Vo of a narrow-bandgap
sub-cell were used to measure the EQE response of the wide-
bandgap sub-cell; whereas a 405-nm LED bias light (Mightex
Systems) and a bias voltage near the V¢ of a wide-bandgap sub-
cell were used to measure the EQE response of the narrow-
bandgap sub-cell. The jsc was obtained by integrating the EQE
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values with the AM1.5G spectrum according to

2z
dAEQE(4)@ami.5(4)

A

Jsc :fl[
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