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Herein we reported a catalytic strategy for the photocatalytic dehydrogenation of biomass-based
5-hydroxymethylfurfural (HMF) to 2,5-diformylfuran (DFF) upon visible-light illumination. The developed
method could afford complete conversion and high selectivity of DFF without any oxidizing agent or
additive or any conventional hydrogen acceptor. Graphitic carbon nitride (CN) modified with non-noble
metals was used as the photocatalyst. The visible-light-driven CN possessed a suitable energy band struc-

ture, which could provide feasible redox potential for the conversion of HMF into DFF. The non-noble
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metal co-catalyst could significantly improve the separation and transfer efficiencies of the photogene-
rated charge carriers of the CN. Thus, our catalysts exhibited high photocatalytic performance for the
dehydrogenation of HMF into DFF. Moreover, the dehydrogenation mechanism on the photocatalyst was

Published on 30 juuli 2021. Downloaded on 16.10.2025 20:46:13.

rsc.li/greenchem

Introduction

The consumption of fossil resources and the deteriorating
environment have urged us to look for renewable resources to
solve the above problems. As a renewable carbon-containing
resource, biomass has been the focus of numerous studies.
Biomass has been developed rapidly in recent years
for its abundance, renewability, and global availability.' ™
5-Hydroxymethylfurfural (HMF), produced from the dehydra-
tion of C6 carbohydrates, is one of the most important plat-
form chemicals.” It is deemed as a vital building block for con-
necting biomass resources and the fossil fuel industry.®” HMF
can be further converted into a series of high-value chemicals
such as 2,5-diformylfuran (DFF), 5-formylfuran carboxylic acid,
and 2,5-furandicarboxylic acid (FDCA).* " Among these, DFF
is regarded as a promising platform chemical. It is an impor-
tant precursor of furan-based biopolymers, furan-urea resins,
pharmaceuticals, antifungal agents, and so on."*® Moreover,
DFF is a more stable crystalline compound than HMF. HMF is
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studied through the control experiments and the characterization of catalysts.

a hygroscopic compound and susceptible to aging and
decomposition, which complicates its practical utilization in
organic synthesis and industrial applications.'®'” Therefore, it
is highly essential to develop green and efficient catalytic
routes for the synthesis of DFF.

In the previous studies, DFF was mainly obtained by con-
verting HMF under high temperature conditions (Scheme 1),
such as selective oxidation of HMF, using traditional inorganic
oxidants (including BaMnO,, NaClO, 2,2,6,6-tetramethyl-
piperidine-1-oxide (TEMPO)) or green oxidants (including
H,0,, air and oxygen).'® " Amarasekara’s group reported that

Previous work:
a) Thermal catalytic oxidation

0. NaClO, TEMPO, H,0,, 0,, etc. O
B 2

N
Homo 100-200 °C 00 \ / o * HO

Conv. 85 -100%
high reaction temperature; deep oxidation Yield 51-99%

b) Photocatalytic oxidation

O. 0,, air, H,0, etc. y o)
H L T o mmergr O L) Yo+ HoO
Conv. 40-99%
Yield 38 -56%

oxidation process safety (flammability, explosion); limited yield

visible-light

€) This work

0\ Ni/ACN /o\"HT
Ho” T\ /Yo 7 L N A
Conv. 100%
Yield 98%

visible-light

mild conditions; high selectivity

Scheme 1 Synthesis methods of DFF from 5-HMF.
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using Mn(m)-salen as the catalyst, DFF could be efficiently syn-
thesized from the selective oxidation of HMF in NaClO solu-
tion.”> However, consumption of stoichiometric oxidants and
discharge of hazardous wastes are inevitable. Liu et al. found
that the Fe,Ojz-promoted MnO, catalyst showed superior per-
formance in the oxidation of HMF to DFF in the presence of
1.5 MPa air at 110 °C.>* Nevertheless, high reaction tempera-
ture needs to consume more energy, which is not consistent
with the purpose of green chemistry.

Recently, as shown in Scheme 1, visible-light-driven photo-
catalytic selective oxidation of alcohols into the corresponding
aldehydes has attracted great attention due to its mild reaction
conditions and merit to be driven by solar energy.”**® Yang
et al. found that decatungstate could catalyze the visible light-
triggered oxidation of HMF at normal temperature and
pressure, affording DFF and FDCA as the oxygenated pro-
ducts.”® However, poor catalytic efficiency and the use of strong
acid additives limited the development of this protocol. Ma
et al. disclosed that the bimetallic Au-Ru nanoparticles sup-
ported on a reduced graphene oxide catalyst exhibited remark-
able activity for selective oxidation of HMF.*>® Unfortunately, it
raised a few unavoidable problems such as the use of high-cost
noble metals and oxidation process safety (flammability,
explosion). These photocatalytic oxidation systems are usually
accompanied by serious by-reactions, such as deep oxidation,*'
resulting in their much lower photocatalytic efficiency than
most of the above thermal catalytic systems. Some studies
reported that photocatalytic oxidation of biomass-derived com-
pounds could be integrated with photocatalytic H, production
in aqueous media.>” This process utilizes the oxidation ability
brought by the special valence band energy level of the photo-
catalyst to produce two types of products simultaneously:
upgraded bioproducts and H,, without additional oxidants.
Han et al. demonstrated that it was feasible to produce value-
added bioproducts DFF and H, from HMEF, utilizing both
excited electrons and holes generated by Ni/CdS nanosheets
under visible light irradiation.>® Meng et al designed a NiS/
Zn;In,Se dual-function photocatalytic system to obtain DFF
with high selectivity. At the same time, the H,-evolution rate in
HMF solution was also significantly higher than that in water.>*
Battula et al. confirmed that a Pt-modified graphite carbonitride
catalyst was also suitable for photocatalytic selective transform-
ation of HMF into DFF while simultaneously generating H,.*
However, in this system, water is used as an electron acceptor,
and HMF is used as a sacrificial agent; its primary oxidation
product, DFF, could be further oxidized to carboxylic acid
because of the presence of water.*® To achieve a stoichiometric
splitting of HMF, the photocatalyst should be able to abstract
hydrogen from the alcohol instead of water.

Oxygen-free methodologies (dehydrogenation)
several advantageous points such as tolerance towards
different functional groups and suppression over oxidation.
Until now, only a few studies that focused on the dehydrogena-
tion HMF to DFF have been reported. For example, Chatterjee
et al. used a Ru/C catalyst to catalyze HMF dehydrogenation at
high temperature, and supercritical CO, fluid as a H, acceptor,
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the reaction conditions were relatively harsh.?” Properties of
large surface area, low cost, easy functionalization, visible light
adsorption, plenty of nitrogen atoms or vacancies and high
photocatalytic activity make graphitic carbon nitride (CN) one
of the most promising catalysts for visible light photoredox
catalysis.*®*° Mesoporous graphitic carbon nitride is widely
used in water splitting, selective oxidation and photoredox
catalytic organic transformations of organic molecules
because of its facile synthesis and excellent photocatalytic
reactivity.***> In this study, we used graphitic carbon nitride
(CN) modified with non-noble metals as the photocatalyst to
prepare DFF via the dehydrogenation of HMF. As shown in
Scheme 1, the reaction was performed without any oxidizing
agent or additive or any conventional hydrogen acceptor. The
visible-light-driven CN possessed a suitable energy band struc-
ture, which could provide feasible redox potential for the con-
version of HMF into DFF. Non-noble metal co-catalysts could
significantly improve the separation and transfer efficiencies
of the photogenerated charge carriers of the CN. Thus, our cat-
alysts exhibited high photocatalytic performance for the dehy-
drogenation of HMF into DFF. Besides, the effects of solvent,
reaction time, the light source of different wavelengths, and
different synthetic strategies of catalysts on this dehydrogena-
tion reaction were investigated, and the reaction conditions
were optimized. At the same time, the dehydrogenation
mechanism of the catalyst was studied through the control
experiments and the characterization of catalysts.

Experimental
Preparation of graphitic carbon nitride

Mesoporous graphitic carbon nitride was synthesized based on
the previous work.*? Briefly, about 10 g urea were dissolved in
a solution of 0.2 M HCI solution (15 mL) and ethanol (13 mL)
under vigorous stirring, and tetraethyl orthosilicate (8 mL) was
then slowly added to the above solution drop by drop. After
stirring vigorously at room temperature for 3 h, the mixture
was heated under a vacuum for solvent evaporation and then
dried at 100 °C for about 12 h. The obtained white solid was
heated at 550 °C for 4 h (heating rate: 2.5 °C min™") under a
nitrogen atmosphere. Subsequently, hydrofluoric acid was
used to remove SiO,. Then, the obtained pale-yellow solid was
washed with water and ethanol several times and dried at
80 °C for about 12 h. The pale-yellow solid (about 4 g) was
finally obtained and denoted as ACN.

The graphitic carbon nitride was synthesized based on the
previous work.** About 10 g urea or melamine was directly
heated at 550 °C for 4 h (heating rate: 2.5 °C min™") under a
nitrogen atmosphere, giving a pale-yellow solid. Among them,
the support prepared from urea was named BCN, and the
support prepared from melamine was named CCN.

Preparation of Ni/ACN, Ni/BCN, Ni/CCN, Fe/ACN, and Co/ACN

The Ni/ACN photocatalysts were synthesized by the photodepo-
sition method. In detail, the prepared ACN sample (150 mg)
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was dispersed in 50 mL dichloroethane solution, containing
18 mg NiCl,-6H,0 and 3.2 mL methanol. Then, the system was
evacuated and flushed with nitrogen to replace the residual
air. This suspension was stirred and irradiated for 12 h under
390 nm light. After that, the product was filtered and washed
with distilled water, and finally dried in a vacuum at 60 °C
overnight. A series of catalysts could be synthesized by chan-
ging the types of metal precursors and supports, which were
denoted as Ni/ACN, Ni/BCN, Ni/CCN, Fe/ACN, and Co/ACN,
respectively.

General procedure for photocatalytic reactions

The photocatalytic hydrogen production was performed in a
10 mL reaction tube. Specific steps: 0.05 mmol HMF and
10 mg Ni/ACN were dispersed in acetonitrile (MeCN) solution
(1 mL). This system was evacuated and flushed with nitrogen
to replace the residual air. Then, the photocatalytic system was
irradiated under 390 nm light and magnetic stirring.

A recycling experiment of the Ni/ACN photocatalyst was also
carried out, maintaining the same reaction conditions as
those described above, except using the recovered catalyst. For
each time, the used catalyst was separated from the reaction
system by centrifugation. The obtained catalyst was then
washed with methanol a few times and dried at 60 °C over-
night, before its reuse in another run.

The target product DFF was determined by NMR and HPLC
as shown in Fig. S5 and S6.1 The quantitative analysis of reac-
tants and products was carried out by HPLC equipped with a
C18AQ column using an eluent consisting of 30% acetonitrile
and 70% trifluoroacetic acid aqueous solution at a flow rate of
1 mL min~". The HMF conversion and DFF yield were calcu-
lated as follows:

Moles of feedstock consumed
Moles of feedstock input

Conversion (%) = x 100%

Mol f
Productyield(%) = oles of product

= - x 100%.
Moles of feedstock input ¢

The apparent quantum efficiency (AQE) was measured
under the same photocatalytic reaction conditions. The
number of incident photons was measured by iron(m) potass-
ium oxalate trihydrate [potassium tris(oxalato)ferrate(ur) trihy-
drate] (Ks[Fe(C,04)3]-3H,0), photoreduction (Hatchard-Parker
actinometer, commonly called ferrioxalate actinometer). The
AQE was calculated according to the following formula.

number of reacted electrons

— x 100%.
number of incident electrons ¢

AQE (%) =

Results and discussion

The Ni/ACN photocatalyst was synthesized from a mixture of
precursors ACN, NiCl,, and methanol by the photodeposition
method (Fig. 1A). The morphology and element distribution of
these catalysts are revealed by SEM and TEM. As seen in
Fig. 1B, ACN has many loose holes. In the TEM image of the
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catalysts before and after loading, the ultra-thin sheets and
metal particles can be seen on the ACN (Fig. 1C and D). To
illustrate the composition of Ni/ACN, the mapping images
(Fig. 1F, G, H and I) show the element distribution of Ni/ACN.
The results show that Ni was successfully supported on the
ACN, and the dispersion was uniform without agglomeration.
A small amount of O element is present, which may be the
adsorbing oxygen of the catalyst surface. Ni element content
measured by EDS in this part of Ni/ACN (Fig. 1I) is 0.16 wt%,
and the overall supported Ni content measured by ICP-OES is
also 0.16 wt%, which further proves the successful loading of
Ni.

Fig. 2A shows the N, adsorption-desorption isotherms of
ACN, BCN, and CCN. The three samples exhibit the type IV iso-
therm with hysteresis in the range of 0.45-0.99P/P,, indicating
that they have a mesoporous structure. As shown in the BJH
pore size distribution diagram (Fig. 2B), the pore size distri-
bution of the catalysts is between 2 and 50 nm, which further
illustrates the mesoporous properties of the three types of cata-
lysts. Among them, ACN has the most mesopores, and the
other two pores are mostly concentrated in the near micropore
size. The layered structure with mesopores is expected to
provide more active sites for the reactants and promote the
separation of electron-hole pairs, improving the quantum
efficiency of the photocatalytic reaction. Moreover, the specific
surface area of ACN is much higher than others (Table 1),
which increases the accessibility of the reaction.

In addition, XRD and XPS show the interaction between Ni
and supports. In XRD (Fig. 2C), there is no obvious difference
between the three types of supports. The main peaks of CN
were detected at around 12.8° and 27.3°, characteristic of the
typical interplanar distance between nitride pores and the stack-
ing peak of pi-conjugated CN layers, respectively.*” After the
addition of Ni, there were no diffraction peaks related to Ni.
This may be because the loading amount of Ni is too small.
However, the distance between the crystal planes and the inten-
sity of the diffraction peaks of the catalysts have some changes.
Significantly, close observation shows that the diffraction peak
intensity of Ni/ACN decreased, and the diffraction peak of the
CN (100) crystal plane disappeared. Meanwhile, the diffraction
peak of the (002) crystal plane changed from 27.72° to 27.26°,
corresponding to an increase in the interplane stacking distance
from 0.321 nm to 0.326 nm. The above proves that the loading
of the metal affects the interaction between the CN layers,
which leads to the disorder of the graphite structure.

After Ni loading, the changes in the electronic binding
energy of C and N elements in CN were analyzed. In the C 1s
XPS spectra (Fig. 2D), the peak of 284.8 eV is the carbon correc-
tion peak. 286.1 eV corresponds to the C-O peak, formed by
adsorbing trace amounts of O, after exposure to air. The peak
of 288.3 eV corresponds to the sp* hybrid structure (N—C-N).
In the N 1s XPS spectra (Fig. 2E), all of the catalysts have four
peaks at 398.5 eV, 399.8 eV, 401.1 eV and 404.5 eV, which can
be related to sp® hybridized C=N-C, sp® hybridized N-(C)s,
-NHyx and the charge effect caused by = electron
excitation.”®™*® The surface electron binding energies of C and

This journal is © The Royal Society of Chemistry 2021
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Fig. 1 Illustration of preparation of Ni/ACN (A), SEM and TEM of ACN (B and C), TEM of Ni/ACN (D and E) and element mapping images of Ni/ACN

(F): C element (G), N element (H) and Ni element (I).

N elements of the three samples are not much different. After
loading Ni, the peaks in CN shifted to the direction of high
binding energy. This may be due to the strong interaction
between Ni and CN. Due to the difference in the Fermi level
between CN and Ni, electrons in CN spontaneously moved to
the surface of Ni nanoparticles, resulting in a decrease in the
electron density on the surface of N atoms.*>*® Also, taking Ni/
ACN as an example, the intensity ratio of N(sp”)/N(sp?)
decreased from 1.97 to 1.28 after the addition of Ni, and the
charge effect peak (404.5 eV) shifted, indicating that the modi-
fication of Ni for CN can change the ordered structure of CN
nanolayers, which may lead to an increase in catalyst defects.>"
The result is mutually corroborated by the XRD analysis result.

Comparing the UV-Vis absorption performance of the cata-
lysts (Fig. 2F), all three supports have good absorption in the
wavelength range of 300 to 400 nm. According to the Kubelka-
Munk formula, the band gaps of Ni/ACN, Ni/BCN, and Ni/CCN
are 2.7, 2.9, and 2.6 eV, respectively. The reduction of the
bandgap increases the range of light absorption, and the elec-
tron-hole pairs are easier to recombine.

Subsequently, XPS was also used to study the interaction
between different metals and ACN on Ni/ACN, Fe/ACN, and Co/

This journal is © The Royal Society of Chemistry 2021

ACN (Fig. 3A, B and C). The peak at 853.5 eV was Ni’. And the
peak at 856.3 eV was Ni**, which may be due to the incomplete
reduction of NiCl, during the photodeposition process. The
peak of Ni-O (861.4 eV) may be caused by the oxidation of the
Ni surface. It should be noted that XPS usually characterizes
the elements on the surface of the sample, so there was a large
number of Ni-O. Besides, similar to the result of Ni-modified
CN, after loading Fe/Co, the peaks in CN all shifted to the
direction of high binding energy. Namely, during the process
of three types of non-noble metals modifying CN, a strong
interaction occurred. It made the electrons in CN move to the
surface of metal nanoparticles spontaneously.

The process of modifying CN with non-noble metals
changed the optical properties of CN. In the UV-vis spectra
(Fig. 3D), the change is a little. However, as shown in Fig. 3E,
there is a significant decrease in the PL intensity of ACN after
metal modification, indicating that metal species promote the
migration of photogenerated carriers and inhibit the recombi-
nation of electron-hole pairs. Among the series of catalysts, the
modification results of Ni and Co on CN are the most obvious.

Different non-noble metal catalysts such as Fe, Co, and Ni
loaded on different supports were screened for the reaction

Green Chem., 2021, 23, 6604-6613 | 6607


https://doi.org/10.1039/d1gc01286j

Published on 30 juuli 2021. Downloaded on 16.10.2025 20:46:13.

Pa per
A B
—e—ACN
_ ——BCN
~ g —s—CCN
17 Bl
o g
g g
2 | AcN E
2 i
g
3
<
2z |BCN
2
&
CCN

0.0 0.2 0.4 06
Relative Pressure(P/Pg)

3
®
o

o

10 20 30 40 50 60 70
Pore Diameter (nm)

Cis
NC=N
guoo)  CN(002) D e
d, TV N/ACN
R — .
A
Lo J NIBON

Intensity (a.u.)
>
Intensity (a.u)

- Ni/CCN
3 coN oM .
10 20 30 40 50 202 290 288 286 284 282
20 Binding Energy (cV)

F ——NI/ACN ——ACN
——Ni/BCN ——BCN
——Ni/lCCN ——CCN

Absorbance (a.u.)

Intensity (a.u.)

——
408 406 404 402 400 398 396 300 350 400 450 500 550 600 650 700
Binding Energy (eV) Wavelength (nm)

Fig. 2 N, adsorption isotherm (A) and the BJH pore size distribution (B)
of ACN, BCN, and CCN. XRD patterns (C) of Ni/ACN, ACN, Ni/BCN, BCN,
and Ni/CCN, CCN. XPS spectra of Ni/ACN, Ni/BCN, and Ni/CCN photo-
catalysts: C 1s (D), N 1s (E). UV-vis DRS for Ni/ACN, ACN, Ni/BCN, BCN
and Ni/CCN, CCN (F). The inset in (F) shows a digital photograph and
the plot of the transformed Kubelka—Munk function versus photo
energy for Ni/ACN, Ni/BCN, and Ni/CCN samples.

Table 1 N; physical adsorption results of ACN, BCN and CCN

Catalyst Sper® (m*g™) Vpore (em® g71) dpore” (Nm)
ACN 215.1 0.80 23.6
BCN 155.4 0.93 12.6
CCN 147.9 0.31 8.7

“Multipoint BET surface area. ”Cumulative volume of pores and
average pore width determined by the BJH method.

and the results are shown in Fig. 4A and B. Under the same
reaction conditions (light wavelength = 390 nm; solvent =
MeCN;j reaction time = 12 h under a nitrogen atmosphere at
room temperature and atmospheric pressure), the catalytic
activity strongly depended on the metal as well as the support
used. The three types of supports ACN, BCN, and CCN all had
a little catalytic activity for the dehydrogenation of HMF.
Among them, ACN had the best reaction performance,
which may be related to its largest specific surface area,
unique porous structure and the strongest ultraviolet light
absorption among the three types of supports. After the
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Fig. 3 XPS spectra of Fe/ACN, Co/ACN, Ni/ACN, and ACN photocata-
lysts: metal (A), C 1s (B), N 1s (C). UV-vis DRS (D) and photoluminescence
spectra (E) for Fe/ACN, Co/ACN, and Ni/ACN. The inset in (D) shows a
digital photograph and the plot of the transformed Kubelka—Munk func-
tion versus photo energy for Fe/ACN, Co/ACN, and Ni/ACN samples.

addition of metal cocatalysts, the catalytic activity had greatly
improved. In particular, it showed a considerable HMF conver-
sion on Ni/ACN, and the target product selectivity could reach
up to 97%. Combined with XPS data analysis, Ni had the stron-
gest interaction with ACN. Among the different metals sup-
ported on ACN, Ni/ACN had the best activity and achieved high
selectivity for the target product. Fe and Co had worse activity,
with the conversion of HMF being about 39% and 50%. The
difference of active metals may be related to the utilization
efficiency of the photo-generated carriers.

To explore the optimal reaction conditions, the influence of
the wavelength of incident light on the HMF dehydrogenation
system was studied. Fig. 4C shows the catalysis results under
different light sources (wavelength varied from 370 to 467 nm)
on Ni/ACN. Corresponding to the results of UV-vis absorption
performance (Fig. 3D), the highest HMF conversion and DFF
yield were achieved under 390 nm wavelength light source,
and the AQE reached a peak of 11.7%.

The reaction time was extended from 2 hours to 24 hours to
study the catalytic performance over time (Fig. 4D). With time,
the conversion of HMF increased from 6% (2 hours) to 85%
(24 hours), and the selectivity of DFF hardly changed during

This journal is © The Royal Society of Chemistry 2021
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the reaction. There were no other by-products in the detectable
range.

Furthermore, we studied the effect of the amount of catalyst
on the dehydrogenation process. Without changing other para-
meters, it shows an increasing trend of the conversion and
selectivity of DFF with the amount of active metal in Ni/ACN
being increased from 1.4 x 10~* mmol to 6.8 x 107 mmol
(corresponding to the increase in catalyst dosage from 5 mg to
25 mg, Fig. 4E). Finally, it could achieve the complete conver-
sion of HMF, and even an excessive amount of catalyst did not
inhibit the dehydrogenation process. We compared the catalyst
turnover (TON) under different catalyst dosages. For the
amount of active metal 1.4 x 107%, 2.7 x 107, and 6.8 x 10™*
mmol, the corresponding TON was 231.1, 139.4, and 73.4,
respectively. It could be seen from TON that even a little
amount of metal loading (0.16 wt%) could obtain a high con-
version, that is, Ni/ACN had excellent catalytic activity for the
dehydrogenation system of HMF. Besides, as we can see, DFF
was the sole product by the dehydrogenation of HMF on Ni/
ACN. Ni/ACN was the most suitable catalyst under the applied
conditions to achieve excellent selectivity of DFF with complete
conversion.

As a heterogeneous catalyst, recycling of Ni/ACN is one of
the most important criteria considering the environmental
and economic sustainability of the process. The used Ni/ACN

This journal is © The Royal Society of Chemistry 2021

catalyst was subjected to recycling and the results are shown in
Fig. 5A. The used catalyst maintained catalytic activity in the
first three cycles, and the conversion dropped by about 10% in
the fifth cycle, the selectivity of DFF remained unchanged. The
content of active metal leached in the reaction solution after
one cycle was detected. The result of ICP-OES showed that the
amount of metal leached in the reaction solution was 4% of
the original load, indicating that Ni/ACN had excellent
stability.

100 100
—e—Conv.

90 B Wl vield | %

80 8

Yield (%)
Conversion (%)
Yield (%)

g
Conversion (%)

NiCl, ACN NUACN  NiCL#ACN NiCl;#ACN

12h 24h
Recycle Catalyst

Fig. 5 Variation of the amount of active metal (A); photocatalytic dehy-
drogenation of HMF using different photocatalysts (B). Reaction con-
ditions: HMF 0.05 mmol mL™%; temperature = 25 °C; light wavelength =
390 nm; solvent = MeCN; N, and reaction time = 12 h.

Green Chem., 2021, 23, 6604-6613 | 6609


https://doi.org/10.1039/d1gc01286j

Published on 30 juuli 2021. Downloaded on 16.10.2025 20:46:13.

Paper

To explore the principle of the photodeposition method for
preparing the catalyst and the synergistic mechanism of the
metal and CN in the HMF dehydrogenation system, the cata-
lyst was prepared in situ based on the photodeposition method
and was named Ni/ACN-in situ. The calculated amounts of
ACN and NiCl, were directly incorporated into the active reac-
tion substrate, the substrate HMF was used as the primary
alcohol for reducing metal, and the light source that provided
energy for the reaction also provided energy for reducing
metal. During the reaction, HMF was used as a reducing agent
to continuously reduce Ni metal particles to produce Ni/ACN,
and at the same time, HMF was converted to DFF. The newly
formed Ni/ACN further catalyzed the dehydrogenation of HMF
to DFF. The result of the reaction is shown in Fig. 5B. No
target product DFF was detected in the reaction solution with
NiCl, added alone. The pure ACN had little activity. The
activity of the Ni/ACN-in situ was gradually increased after
mixing for 12 h in the reaction, and it took 24 h to have con-
siderable catalytic performance. Therefore, a single NiCl, or
ACN could not be used as a suitable catalyst in the HMF dehy-
drogenation system. Only the Ni species coordinated with C
and N could cooperate with the support to catalyze the dehy-
drogenation of HMF to produce DFF. XPS of the catalyst pre-
pared in situ is shown in Fig. 6. The Ni/ACN catalyst could be
successfully prepared by the in situ method, in which the com-
ponent of Ni® was less than it was in Ni/ACN prepared by the
photodeposition method (Table S2f). At the same time, a
small amount of Cl residue on the surface of the catalyst was
detected, and its content was about 40% of the Ni atom
content. The above results indicated that in the Ni/ACN pre-
pared by the in situ method, part of Ni was reduced to Ni® to
become active sites, and part was still NiCl, species, which
may be the reason why its activity was not as good as the
photodeposition catalyst.

The electrochemical impedance (EIS) and Mott-Schottky
(MS) performances of a series of catalysts were tested to deter-
mine the migration mechanism of photogenerated carriers.
The radius of the semicircle in the high-frequency region of
the EIS map (Fig. 6D) corresponded to the size of the charge
transfer resistance and the separation efficiency of the photo-
generated carriers.’® The radius of the non-noble metal-modi-
fied catalyst was reduced, indicating that the modification of
metal reduced the resistance of electron transfer and pro-
moted the transfer of photogenerated electrons. Among them,
the radius of Ni/ACN was the smallest, which corresponded to
the result of the activity. The MS test was carried out in Na,SO,
solution, and the semiconductor energy band structure of the
catalyst after adding the metal cocatalyst Ni could be calcu-
lated, which determined the redox ability in the photocatalytic
reaction process. As shown in Fig. 6E, the slopes of the MS
curves of the samples were all positive, which indicated that
they were all N-type semiconductors. The calculation showed
that the flat-band potential Vg, of ACN was —0.96 V (vs. Ag/
AgCl), and the Ni/ACN Vg, was —1.14 V. The corresponding
conduction band potential Ecg calculated by the formula
Ven(vs. NHE) = Vg,(vs. Ag/AgCl) + E°(Ag/AgCl, vs. NHE) was
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Fig. 6 XPS spectra of Ni/ACN in situ, Ni/ACN fresh and Ni/ACN
recycled: metal (A), C 1s (B), N 1s (C); EIS Nyquist plots of Fe/ACN, Co/
ACN, Ni/ACN and ACN (D); MS curves of Fe/ACN, Co/ACN, Ni/ACN and
ACN (E).

—1.06 V, —1.24 V (vs. NHE, pH = 6.8). The band gaps E, of the
catalysts ACN and Ni/ACN obtained by UV-vis were 2.67 and
2.65 eV. According to the formula E, = Eyg — Ecg, the valence
band potential Eyg was 1.61 V and 1.41 V, respectively (vs.
NHE, pH = 6.8).>>** It could find that the valence charge
potential of the catalyst after the modification of Ni was lower
than that of pure CN, that is, it had a stronger electron-donat-
ing ability, which was manifested as a stronger reaction activity
in the HMF dehydrogenation system.

Based on the analysis of the above-mentioned energy band
structure, the migration mechanism of photogenerated car-
riers could be inferred. The Fermi level Ef of CN with N-type
semiconductor characteristics is close to the flat band poten-
tial,>® the work function of Ni was 5.15 €V, so that its E; value
was lower than Ef ¢, as shown in Fig. 7. Therefore, during the
Ni deposition process, the electrons on the CN surface spon-
taneously migrated to the Ni surface, and the Fermi levels of
the two gradually moved to the middle until they reached equi-
librium. This also explained why the Ni/ACN N 1s XPS spec-
trum in Fig. 2E shifted to a higher energy level relative to ACN.
After reaching equilibrium, a Schottky junction could be
formed between Ni and CN, and the surface of the Ni nano-
sphere near the interface was negatively charged, while the

This journal is © The Royal Society of Chemistry 2021
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Fig. 7 Band positions of CN and Ni before contact, schematic diagram of the built-in electric field and band bending between CN and Ni after

contact, and the charge transfer mode of Ni/ACN under excitation.

surface layer of CN was positively charged, thus forming a
built-in electric field from CN to Ni atoms. At the same time, a
high potential energy zone was formed at the interface, which
prevented electrons in CN from continuously flowing into the
surface of Ni. Under visible-light illumination, Ni was excited,
the excited state electrons transferred from the low energy
band to the high energy band. Then under the action of the
built-in electric field, it quickly migrated to the conduction
band of CN to inhibit the photogenerated electron-hole pair
complex. Due to the existence of the Schottky barrier, the
photogenerated electrons could also be prevented from return-
ing to the surface of Ni, thereby effectively improving the utiliz-
ation efficiency of photogenerated electrons.

In addition, we also did hydrogen verification experiment
(Fig. S97) to confirm the production of hydrogen during the
dehydrogenation of HMF. In the verification experiment,
hydrogen gas was only detected qualitatively and it was not
possible to determine the actual stoichiometry of this product

related to the production of DFF. A series of scavengers have
also been studied (Fig. S107). When KI (h" scavenger) was
added, the holes were quenched and HMF was no longer
transformed, indicating that the photogenerated holes played
a leading role in the reaction. However, when C¢HsNO, (e” sca-
venger) was added, the electrons were quenched, although the
conversion was greatly reduced, but the reaction was still going
on. Even though the photo-generated electrons also played an
important role in the reaction, the reduction of electrons
theoretically inhibited the reaction process. It was possible
that the addition of an electron scavenger effectively separated
the photo-generated holes from the photo-generated electrons,
and reduced the recombination efficiency of electrons and
holes, thereby promoting the reaction.

According to the above results, a speculative photocatalytic
mechanism (Scheme 2) for the dehydrogenation of HMF was
proposed. When CN was irradiated with photons with energy
greater than its bandgap energy, light-excited electrons (e”)

~~_0 OH T
lat ° | Y e 579_9
% @ @ )4 H
—— ok

Scheme 2 Proposed potential mechanism of the photocatalytic splitting of alcohols by Ni/ACN.
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and holes (h") were generated, and then the electrons migrated
from the conduction band of CN to coordinated Ni. Similar to
the mechanism speculated in previous work,’® at the start of
the reaction, h” on CN activated HMF, forming free radicals
and proton (H"). Then HMF free radicals were further activated
by h' to obtain DFF and H'. Afterwards, two H' contacted e~
on Ni to produce H,, and the catalyst entered the next cycle
after the H, was desorbed. In the reaction process, the sup-
ported non-noble metals mainly played a role in improving the
utilization efficiency of carrier photogenerated electrons and
accelerating the reaction process.

Conclusions

In conclusion, we developed an efficient photocatalytic meth-
odology free from any kind of oxidant or additive, or conven-
tional hydrogen acceptor for dehydrogenation of a biomass-
based platform 5-hydroxymethylfurfural. The developed
method is promising in the conversion of HMF to DFF with
high selectivity. Key to success is the interaction between the
non-noble metal and graphitic carbon nitride. The non-noble
metal cocatalyst can significantly improve the separation and
transfer efficiencies of the photogenerated charge carriers in
CN to improve the utilization efficiency of carrier photogene-
rated electrons and accelerate the reaction process. We
believed that, after further optimization of the semiconductor
and cocatalyst, we can extend the photocatalytic dehydro-
genation methodology to other organic transformation
reactions.
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