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Bastiani, ‡b Stefaan De Wolf, b Nripan Mathews, *ac Subodh Mhaisalkar *ac

and Annalisa Bruno *a

Co-evaporated perovskite solar cells (PSCs) have demonstrated outstanding properties, such as great

scalability, intrinsic stability, high-power conversion efficiency (PCE), and fabrication adaptability even on

rough surfaces. At present, MAPbI3 is the most used co-evaporated perovskite due to the complexity of

forming multi-component compositions by thermal evaporation. Even though PSCs with high PCEs have

been obtained, the MAPbI3 bandgap (�1.60 eV) is not ideal for multijunction devices. In this work, we

propose a facile method to increase the bandgap of co-evaporated MAPbI3 (�1.60 eV) through a MABr-

based treatment. The best MABr-treated perovskite composition films show a bandgap of 1.66 eV

(MAPb(Br0.18I0.82)3) and exhibit good spectral stability under continuous 1-sun illumination at the ambient

conditions of 28 �C and 70% relative humidity. This hybrid method works efficiently for thick co-

evaporated MAPbI3 films (�750 nm), which is unusual for hybrid processes. The n-i-p PSCs built from

the MAPb(Br0.18I0.82)3 films exhibit a blue-shifted external quantum efficiency and a Voc increase of

�30 mV as compared to the pure MAPbI3 PSCs, in agreement with the bandgap widening observed in

the films. This hybrid method to crete wide bandgap perovskites can be universally applied to MAPbI3
deposited on both flat and textured surfaces and shows great promise for its integration in monolithic

tandems.
Introduction

The rapid developments of single-junction perovskite solar cells
(PSCs) reaching record power conversion efficiencies (PCE) of
25.5% (ref. 1) over small areas and 18.4% for mini-modules2,3

have driven commercialization interests worldwide in the last
few years. The extraordinary perovskite properties, such as low-
cost fabrication, defect tolerance, long diffusion length, high
absorption coefficient, and efficient charge transfer4–9 further
underline the great promise for a variety of perovskite-based
optoelectronic devices.10–12 One attractive property lies in the
bandgap tunability of perovskites, enabling multi-junction
solar cells in combination with low bandgap solar cells (SCs),
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such as silicon, copper indium gallium selenide (CIGS), organic
photovoltaic, or even another lower bandgap perovskite.13–19 By
combining the sub-SCs in a tandem conguration, an increase
in PCEs beyond each single-junction SCs limit can be ach-
ieved.16,20,21 In the tandem conguration, the top PSCs mainly
utilize the UV-visible part of the solar spectrum and transmit
the infrared components to be harvested by the underlying
lower bandgap sub-SC. The perovskite top SC bandgap tuning
in the range between 1.66–1.85 eV is necessary to optimally
utilize the solar spectrum16,20,22 and then make these SCs more
feasible for tandem application, especially with silicon SCs.

The most straightforward method to obtain a high-bandgap
perovskite (i.e.: Eg > 1.65 eV) is based on composition engi-
neering with mixed iodide/bromide halides23–26 together with
the introduction of multiple cations.27–29 In solution-processed
perovskites, high-bandgap perovskites can be easily obtained
by varying the precursor's composition in the solution. On the
other hand, perovskites fabricated by vacuum processes such as
thermal evaporation are attracting increasing industrial
interest, as the process is low temperature, scalable, and cost-
effective and can guarantee a conformal coating on textured
surfaces.2,30–36 These features are critical for both large-area
perovskite, modules, and monolithic tandem SCs fabrication
and in the view of building-integrated photovoltaics.22 Fabri-
cation of high-bandgap evaporated perovskite normally
This journal is © The Royal Society of Chemistry 2022
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requires multiple co-evaporation sources. Previous reports have
shown co-evaporation of single cation methylammonium lead
iodide-bromide (MAPb(BrxI1�x)3)37, which already required the
use of multiple sources. Co-evaporation processes for more
complex compositions with both multi-cation (by incorporation
of cesium and formamidinium), as well as multi-halide (iodine
and bromine), had also been recently demonstrated.38–40

Despite the successful development of wide bandgap perov-
skites completely by the evaporation process, the main chal-
lenges in adopting these approaches are related to instrumental
and operational limitations. Indeed, the availability of dedi-
cated multi-sources thermal evaporators is oen limited, and
proper control of the individual precursor's rate to obtain
perovskites with phase-stable multi-halide compositions can be
complex and time-consuming. Different two-step approaches to
faster tune the perovskite composition using hybrid deposition
processes have been explored by combining thermally evapo-
rated porous templates of lead iodide (PbI2) and/or cesium
cations followed by spin coating of organohalide solution.41–45

Two-step methods based on the reaction of the evaporated PbI2
(ref. 46 and 47) or PbBr2 (ref. 48) and organohalide species
containing bromine have shown the capability to widen the
perovskite bandgap. The limiting factor has been represented
by the thickness of the porous lead template that has to be
below 400 nm to allow an efficient halide conversion. This
represents a stringent limitation in the optimization of the
PSCs.46,47 On the other hand, low concentration of MABr treat-
ments has also been proved to be efficient passivation strategies
on spin-coated perovskite.49,50 Although, when higher MABr
concentrations have been implemented on spin-coated perov-
skites, the treatments did not improve the performances of the
PSCs. So, while MABr treatments are an efficient passivation
strategy for spin-coated PSCs, they are not suitable for widening
the bandgaps in these perovskites.

In this work, we present an optimized hybrid method to
fabricate wider bandgap perovskites based on the MABr inter-
diffusion effective also for lm thicknesses well above 400 nm,
which is the limit for the hybrid methods before. We use, for the
rst time, a co-evaporated MAPbI3 lm as a template and
a MABr solution-based treatment to create bromine interdiffu-
sion into the lms. The advantage of using a thermal co-
evaporated perovskite as a template is that this deposition is
conformable on rough and textured surfaces. We show that this
method can efficiently tune the MAPbI3 lm bandgap without
affecting the conformal coating of the lm on the textured
surface. We prove that bromine incorporation can efficiently
take place in a 750 nm thick MAPbI3 layer, as demonstrated by
a variety of optical and structural techniques as UV-vis absorp-
tion, photoluminescence, X-ray diffraction (XRD), X-ray photo-
electron spectroscopy (XPS), and scanning electron microscopy
(SEM) analysis. Moreover, the n-i-p PSCs incorporating the wide
bandgap (�1.66 eV) MABr-treated- MAPbI3 lms as active layers
clearly show a blue-shi in their external quantum efficiency
(EQE) and an increase in Voc (up to 30 mV) as compared to the
standard MAPbI3 PSCs. This hybrid method to widen the
perovskite bandgap is extremely attractive for monolithic
perovskite/perovskite and perovskite/silicon tandem
This journal is © The Royal Society of Chemistry 2022
integration. This method can speed up the screening and
optimization process of the perovskite composition, thickness,
and bandgap conditions for different congurations or archi-
tectures. This method can also be useful for reaching a compo-
sition optimization towards the full evaporation process which
is time-consuming and requires precise control of each of the
precursor rates, and the chamber operating pressure condi-
tions, especially when involving evaporation of organic
moieties.

Results and discussion

The 750 nm thick MAPbI3 with PbI2 excess lms have been
deposited on glass substrates by co-evaporating PbI2 and MAI
following the previously reported procedures.2 To shorten the
description, the MAPbI3 with PbI2 excess will be written as
MAPbI3 only for the following discussion. This thickness has
been chosen as it can guarantee the highest performance in our
n-i-p co-evaporated PSCs.2,30,35,51,52 The MAPb(BrxI1�x)3 lms
have been prepared by dropping the MABr solution (with
a concentration of 10 mg ml�1 in IPA) on the MAPbI3 lm and
letting it reacts for a certain time interval (ranging from 1min to
5 min) before spin-coating the lms to remove unreacted MABr/
IPA. The 3-steps process is schematized in Fig. 1A.

The pictures of the lms before and aer 1- and 5 minutes
reaction times are reported in Fig. 1B. A negligible color change
can be observed for the lms treated for 1 min with MABr, while
prolonged exposure to MABr solution for 5 min resulted in poor
lm morphology, pinhole formation, and an obvious orange
color appearance on the side of the substrate. The successful
bandgap tuning is shown in the clear shi in absorbance
toward lower wavelengths of the MABr-treated lms as
compared to the pure MAPbI3, ones, Fig. 1C. The shi of the
bandgap in eV can also be observed from the Tauc plots in
Fig. 1D. The MAPbI3 lm has a bandgap of �1.60 eV in agree-
ment with our previous results,2 while the MABr-treated lms
showed bandgaps of�1.66 eV and�1.70 eV for 1min and 5min
treatment, respectively. It has been known that phase segrega-
tion tends to occur when bromine concentration is above 0.2 to
1 for MAPb(BrxI1�x)3 composition.37,53 Based on the empirical
equation: Eg(x) ¼ 1.57 + 0.39x + 0.33x2, where Eg is the bandgap
of perovskite (in eV) and x is the amount of Br, the hybrid
perovskite lms compositions are estimated as MAPb(Br0.18-
I0.82)3 and MAPb(Br0.28I0.72)3 for 1 min and 5 min MABr treat-
ment.23,24 Consistent with the shis in absorption, shis of 25
and 50 nm in steady-state photoluminescence peak have also
been measured for both the 1 min and 5 min MABr-treated
lms as compared to MAPbI3 peak, Fig. 1E. In Fig. S1,† we
show that the use of different MABr concentrations, ranging
from 5 to 15 mg ml�1 with 1 min reaction time proved that an
identical absorption shi (and bandgap) can be achieved
regardless of different MABr concentrations. This result high-
lights that, for a lm with a specic thickness and PbI2 excess,
the conversion time is the crucial parameter to determine the
nal bandgap in this hybrid method, rather than the MABr
concentration. We have also investigated the effect of the
annealing process on the bandgap shi. In Fig. S2,† we show
Sustainable Energy Fuels, 2022, 6, 2428–2438 | 2429
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Fig. 1 Bandgap tuning of the co-evaporated MAPbI3 + MABr perovskite. (A) Schematic workflow of the hybrid process; (B) photographs of the
as-deposited MAPbI3 (brown), MAPbI3 + MABr samples with 1 min (purple), and 5 min (blue) reaction time. (C) Absorbance, (D) Tauc plot, (E)
steady-state photoluminescence, and (F) XRD patterns of the MAPbI3 + MABr perovskite films for different MABr timing treatment using an
incident angle of 2�. The green, orange, and red lines represent PbI2 h001i, perovskite h110i, and perovskite h202i peaks' positions for MAPbI3.
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that a similar absorbance shi can be attained for the 1 min
MABr-treated lms prepared with and without post-annealing
process at 100 �C for 30 minutes, indicating that bromine
interdiffusion can still occur even at room temperature.

The MAPbI3 lm exhibits two main crystal orientations at
h110i and h202i directions, with the latter being more dominant
as shown by the sharp perovskite peak at 24.5�, and an excess of
PbI2 h001i, denoted by the 12.5� XRD peak, brown curve Fig. 1F.
The as collected XRD pattern of 1 min MABr-treated lms,
purple curve Fig. 1F, shows few interesting features. First,
a signicant reduction in the PbI2 peak suggests that the reac-
tion of MABr with the PbI2 excess takes place. Furthermore, the
h202i perovskite peak shis from 24.5� to 24.7�, while the h110i
perovskite peak becomes more intense and shis from 14� to
14.2�, as compared to MAPbI3, conrming the incorporation of
bromine into perovskite lattice.48 The XRD pattern of 5 min
MABr-treated lms, blue curve Fig. 1F, also exhibits very
distinctive features. A full conversion of excess PbI2 aer 5 min
MABr treatment is demonstrated from the disappearance of the
PbI2 peak, while both the h110i and h202i orientation become
well dened. As compared with the MAPbI3, the h202i perov-
skite peak shis from 24.5� to 24.9� and the h110i perovskite
peak shows a shi from 14� to 14.3�. Besides, multiple XRD
peaks appeared at 12�, 16�, and 20�, suggesting the formation of
additional phases or orientation changes related to bromine
excess. To conrm that the main perovskite XRD peaks shi is
caused by the presence of bromine halide, the co-evaporated
MAPbI3 lm is treated with MAI solution (10 mg ml�1 MAI in
2430 | Sustainable Energy Fuels, 2022, 6, 2428–2438
IPA) for 1 minute, Fig. S3.† Similarly, to the MABr-treated lm,
reduction in PbI2 and higher h202i perovskite peaks are
observed as compared to our pristine MAPbI3, indicating the
reaction of MAI with the excess PbI2 inside the lm. Indeed, the
MAI-treated lm shows unshied peak position for both h110i
and h202i perovskite orientations, conrming that XRD peak
shi is driven by bromine inclusion inside perovskite lattice. A
combination of poor perovskite lm morphology, unstable
phase formation due to higher bromine content, and the
additional XRD peaks in 5 min MABr-treated lms suggest that
this condition is not suitable to reach long-term stability.
Hence, subsequent studies are done using the 1 min MABr-
treated lms and we will refer to these as MAPb(Br0.18I0.82)3.
We have also shown that when the same MABr treatment is
applied on stoichiometric grown MAPbI3 lm with different
crystallographic orientations, Fig. S4A,† the shi of the
bandgap is just a few nanometres smaller, Fig. S4B and C,† than
the one obtained in lms with PbI2 excess. The reason behind
this effect is that MABr can efficiently react with both the PbI2
and the iodine within the lattice creating a mixed halide
perovskite.

To assess the iodine/bromine ratio across the whole lm
thickness for both MAPbI3 and MAPb(Br0.18I0.82)3, XRD patterns
have been measured using different incident angles from 2� to
8�. Indeed, higher incident angles can probe a deeper portion
within the perovskite lm, as shown in Table S1† and ref. 30.
The MAPbI3 lm shows, for all incident angles, a dominant
h202i perovskite orientation and a compositional gradient
This journal is © The Royal Society of Chemistry 2022
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across the whole perovskite thickness, with a higher PbI2 h001i
content, on nearby perovskite surface, Fig. 2A, in agreement
with what has been observed before.35 In contrast, the
MAPb(Br0.18I0.82)3 lm shows a higher h110i peak for all the
incident angles as compared to MAPbI3, with a lower PbI2
concentration. Moreover, the h110i peak appears to be more
predominant with the lowest incident angle (2�) indicating that
even though MABr can inter-diffuse and react with an excess of
PbI2 throughout the whole thickness, the prominent reaction is
occurring at the surface, Fig. 2B. The non-normalized XRD
spectra taken at different angles are reported in Fig. S5.†

The zoom-in XRD peaks at the respective h202i perovskite
peak taken from 23.5–25.2� range for both MAPbI3 and
MAPb(Br0.18I0.82)3 are shown in Fig. 2C and D. It is indeed
shown that as expected the position of the h202i peak does not
shi throughout the thickness for MAPbI3, Fig. 2C. On the other
hand, the MAPb(Br0.18I0.82)3 XRD patterns show that the h202i
peak gradually shis from 24.7� into 24.6�, upon increasing the
incident angle from 2� to a higher angle of 5� or 8�, suggesting
the presence of a slight bromine gradient with the higher
bromine content located near perovskite surface, Fig. 2D. The
dotted line in Fig. 2D represents the XRD spectra of MAPbI3 as
reference.

The MAPbI3 and MAPb(Br0.18I0.82)3 lms' compositions have
been also been investigated through FESEM images to correlate
the effect of bromine/iodine gradient with the perovskite
morphology. The top-view FESEM image of the MAPbI3, Fig. 3A,
shows lm morphology with small, uniform, and compact
Fig. 2 MAPbI3 and MAPb(Br0.18I0.82)3 XRD Patterns. XRD patterns with the
patterns are normalized toward the h202i perovskite peak for each cond
respective h202i perovskite peak taken from 23.5–25.2� range for (C) MAP
as reference.

This journal is © The Royal Society of Chemistry 2022
perovskite grain sizes and narrow distribution with an average
size of 150 nm in agreement with previously reported
morphologies for evaporated MAPbI3 lms.2,52,54 Also, for pure
MAPbI3 the cross-section FESEM image shows a uniform
perovskite grain size throughout the whole thickness, Fig. 3B.
While for the MAPb(Br0.18I0.82)3 lms, Fig. 3C, the FESEM top-
view image, shows larger and more inhomogeneous grain
sizes upon adopting the bromine halide inside the lattice. The
size distribution is wider, and the mean grain size is around
250 nm.

On the other hand, a cross-section FESEM image of the
treated MABr perovskite solar cells (PSCs) reveals enlarged
grains located on the top of perovskite, Fig. 3D. This change in
grain size may be due to bromine inclusion, in agreement with
the angle-dependent XRD results (Fig. 2). The hybrid method
promotes the conversion of excess PbI2 and the iodine inside
the lattice with the MABr, and results in bigger grain size, as
what it is normally observed during two-step deposition or
surface passivation due to the Ostwald ripening process.50,55,56

Further insight into elemental composition and interaction
of MABr with MAPbI3 was provided by comparing the XPS
spectra of Br, Pb, and I before and aer MABr treatment,
Fig. S6.† Upon MABr treatment, the signal of Br located at
67.3 eV and 68.3 eV appears for the MAPb(Br0.18I0.82)3 lm,
Fig. S6A.† In addition, both Pb and I signal are shied into
higher binding energy upon MABr treatment, indicating
a modied chemical environment and Pb–Br interactions,
Fig. S6B and C.† The surface binding energies (BE) and the
incident angle of 2�, 5�, and 8�. The PbI2 peak is defined by *. The XRD
ition. (A) MAPbI3 and (B) MAPb(Br0.18I0.82)3. Zoom-in XRD peaks at the
bI3 and (D) MAPb(Br0.18I0.82)3, the dotted line is the XRD peak of MAPbI3

Sustainable Energy Fuels, 2022, 6, 2428–2438 | 2431
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Fig. 3 MAPbI3 and MAPb(Br0.18I0.82)3 FESEM images. Top view, grain size distribution histogram (obtained over 100 grains), and cross-section
FESEM images of (A and B) MAPbI3 (brown) and (C and D) MAPb(Br0.18I0.82)3 (purple).
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atomic concentrations of both MAPbI3 and MAPb(Br0.18I0.82)3
measured using XPS are shown in Table S2.† In the
MAPb(Br0.18I0.82)3 the (I + Br)/Pb ratio (calculated from the
atomic concentrations in Table S2†) is 2.68 which is smaller
than the one observed for the MAPbI3 surface (2.75). The XPS
results indeed conrm the reduction of iodide at the surface
and that bromine halide is replacing iodide through the inter-
diffusion process, and it is consistent with the results obtained
from the XRD.

Wide bandgap perovskite lms containing mixed bromine
and iodine contents have shown instability driven by phase
separation under continuous illumination.57–59 Accordingly, to
monitor the light-induced phase stability of the MAPb(Br0.18-
I0.82)3 lms have been exposed to a continuous 1 sun illumi-
nation for 1 hour at room temperature, �27 �C, and ambient
condition, �70% relative humidity (RH), Fig. 4. No signicant
variations have been observed in either the absorption and
steady-state photoluminescence spectra for MAPbI3, used as
reference (Fig. 4A and B) and MAPb(Br0.18I0.82)3 (Fig. 4C and D)
lms. These results validate the photostability of both lms and
demonstrate the absence of halide segregation for the
MAPb(Br0.18I0.82)3 composition, since the chosen composition
is still within the phase-stable wide bandgap composition.37,53

In addition, the presence of bromine halide throughout the
whole perovskite thickness can also be done by comparing the
2432 | Sustainable Energy Fuels, 2022, 6, 2428–2438
photoluminescence peak position when illuminated from the
perovskite side and glass side, Fig. S7.† For MAPbI3 with excess
PbI2, there is no change in PL peak positions at �770 nm when
excited from either perovskite or glass side, Fig. S7A.† Similarly,
the MAPb(Br0.18I0.82)3 lm's PL peak position at �740 nm does
not shi with the different illumination sides indicating
successful bromine intercalation throughout 750 nm thickness,
Fig. S7B.† The appearance of a slight shoulder shi for
MAPb(Br0.18I0.82)3 when taken from the glass side suggests
again a minor bromine-gradient through the lm thickness.
Also, in this case, we have included the MAPbI3 spectra (brown
dotted lines) as reference.

PSCs based on both MAPbI3 and MAPb(Br0.18I0.82)3 have
been fabricated in the n-i-p conguration using the bilayer
SnO2/PCBM as electron transport material (ETM) and Spiro-
OMeTAD as hole transport material (HTM), and a gold top
contact, as shown in Fig. 5A. With this device structure, the
band edge of the external quantum efficiency (EQE) shis
toward lower wavelengths (�30 nm), indicating successful
bandgap tuning, Fig. 5B. Consistently, the PSCs show an
average increase in Voc of �30 mV, from an average of �1.05 to
�1.08 V, upon bromine inclusion, Fig. 5C, in agreement with
the widening of the perovskite bandgap. The statistical
distributions of all the photovoltaic parameters (Jsc, FF, and
PCE) are reported in Fig. S8A–C.† The champion PCEs for both
This journal is © The Royal Society of Chemistry 2022
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Fig. 4 MAPbI3 and MAPb(Br0.18I0.82)3 light stability. UV-vis absorbance and photoluminescence spectra under continuous 1 sun illumination for
over 3600 s for (A and B) MAPbI3 and (C and D) MAPb(Br0.18I0.82)3.

Fig. 5 MAPbI3 and MAPb(Br0.18I0.82)3 perovskite solar cells (PSCs) (A) schematic of n-i-p PSCs with Spiro-OMeTAD as HTM, (B) EQE, (C) Voc for
MAPbI3 and MAPb(Br0.18I0.82)3. (D) Schematic of n-i-p PSCs with PTAA as HTM, (E) EQE, (F) Voc for MAPbI3 and MAPb(Br0.18I0.82)3.
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Fig. 6 MAPbI3 and MAPb(Br0.18I0.82)3 on textured silicon. cross-sectional FESEM of (A and B) MAPbI3 (brown), (C and D) MAPb(Br0.18I0.82)3
(purple), and (E) XRD of MAPbI3 (brown) and MAPb(Br0.18I0.82)3 (purple) deposited on textured silicon surface with a pyramidal height �3–5 mm.
The XRD patterns are normalized toward the highest intensity XRD peak for each condition. The orange and red lines represent perovskite
orientation at h110i and h202i for MAPbI3, while the * represents excess PbI2 in the MAPbI3. (F) Steady-state photoluminescence of MAPbI3
(brown) and MAPb(Br0.18I0.82)3 (purple) deposited on textured silicon surface with a pyramidal height �3–5 mm.
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MAPbI3 andMAPb(Br0.18I0.82)3 PSCs are taken from reverse and
the forward direction is shown in Fig. S9.† The PSCs based on
MAPb(Br0.18I0.82)3 also show a very promising shelf-life
stability with no appreciable losses in PCE when stored
under a controlled environment of 30% RH and room
temperature. The trend as a function of the time of the
statistical distributions of all the photovoltaic parameters is
reported in Fig. S10.†

PSCs based on both MAPbI3 and MAPb(Br0.18I0.82)3 with
poly(triaryl amine) (PTAA) HTM have been also fabricated,
Fig. 5D. PTAA is chosen as an alternative HTM due to its higher
transparency at UV-region as compared to Spiro-OMeTAD,
which may be more benecial for semi-transparent PSCs or
tandem integration. A similar wavelength shi of 30 nm has
been observed in the EQE spectra, Fig. 5E. An increase in Voc of
�40 mV (from 1.08 to 1.12 V) has also been observed system-
atically, Fig. 5F. The photovoltaic parameters (Jsc, FF, and PCE),
are reported in Fig. S11A–C.† In this device conguration, the
champion PSCs taken from both reverse and forward scan is
shown in Fig. S12.† The statistic distribution of the PSCs based
on Spiro-OMeTAD and PTAA HTLs for both MAPbI3 and
MAPb(Br0.18I0.82)3 are presented in Table S3.† The
MAPb(Br0.18I0.82)3 PSCs based on PTAA HTM also exhibits good
2434 | Sustainable Energy Fuels, 2022, 6, 2428–2438
shelf-life stability, with no appreciable losses in PCE when
stored under a controlled environment of 30% RH and room
temperature for 300 hours Fig. S13.†

One of the main advantages of the thermal co-evaporation
deposition method is the possibility of conformal coating on
textured surfaces. As shown from the cross-sectional FESEM,
the uniform and conformal coating of co-evaporated MAPbI3
can still be obtained, even by using various silicon pyramidal
structures which have a random pyramidal height ranging from
1–3 mm, 3–5 mm, and even 5–7 mm, Fig. S14A–C.† The top-view
FESEM taken at low magnication shows the complete
coverage of MAPbI3 on a relatively silicon large area, with the
different morphologies observed corresponding well with the
bare silicon morphologies Fig. S14D–F.† Despite being depos-
ited on a different textured surface, themorphologies of MAPbI3
have remained consistent and comparable with the one
deposited on a at surface, Fig. S15.†

Here we show that this MABr interdiffusion method is effi-
cient also when applied on textured surfaces making it prom-
ising for monolithic tandem conguration which requires wide-
bandgap perovskites conformal deposition on textured
surfaces. Indeed, upon the MABr treatment on the perovskite
deposited on silicon with 3–5 mm pyramidal height, there is
This journal is © The Royal Society of Chemistry 2022
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a negligible change on the conformal coating over the textured
surface for both MAPbI3 (Fig. 6A) as compared to MAPb(Br0.18-
I0.82)3, Fig. 6C. The high magnication cross-sectional
morphology shows similar grain structures like the one
observed on the at surfaces with larger grains observed nearby
perovskite top surface for both compositions, Fig. 6B and D. The
top view FESEM images taken at low magnication reveal no
change in perovskite coverage over a textured silicon Fig. S16A
and B.†

The XRD patterns of the co-evaporated MAPbI3 and
MAPb(Br0.18I0.82)3 over textured surfaces are shown in Fig. 6E.
The deposited MAPbI3 on the textured surface shows a more
pronounced preferential orientation in the h110i direction and
less amount of PbI2 peak as compared to the material deposited
on a at substrate. This change in MAPbI3 orientation may be
related to the different behaviors of PbI2 and MAI during the co-
evaporation process, resulting in more MAI content when
deposited in the textured surface as compared to the planar
surface, following the previous observation.60 While in the
MAPb(Br0.18I0.82)3 lm, the excess PbI2 peak disappears and
a 0.2� peak shi is observable for both h110i and h202i perov-
skite orientation as compared to the MAPbI3 counterpart, con-
rming the bromine inclusion based on the reaction of MABr
with excess PbI2, Fig. 6E. Fig. 6F also shows the photo-
luminescence shi toward shorter wavelengths aer the MABr
treatment, consistently with what has been observed on at
surfaces. These results highlight that the halide interdiffusion
method can be efficiently applied for MAPbI3 deposited on both
at and textured surfaces.

Conclusions

In this work, we have shown a facile hybrid method to widen the
bandgap of the co-evaporated MAPbI3 perovskite by treating the
lms with a MABr solution. Indeed a MAPb(Br0.18I0.82)3 lm
with a bandgap �1.66 eV can be obtained by using a co-
evaporated MAPbI3 as a template with a bandgap of �1.60 eV
and tuning MABr reaction time. The n-i-p PSCs integrating
MAPb(Br0.18I0.82)3 as the active layer and either Spiro-OMeTAD
or PTAA as HTMs, showed a consistent Voc increase up to
�30–40 mV, as compared to the PSCs based on MAPbI3. This
hybrid method is effective in widening the bandgap for MAPbI3
lms with thicknesses well above 700 nm and deposited on
both at and textured surfaces pyramidal, showing the poten-
tial of forming wide-bandgap perovskite conformally deposited
for monolithic tandem integration.
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