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Applications of amorphous inorganics as novel
functional materials

Zhengxi Guo, Zhaoming Liu* and Ruikang Tang *

Amorphous inorganics have attracted much attention because of their long-range disordered structure

with advantageous functional properties. In this minireview, novel advances in amorphous inorganics

(e.g., metal, metallic oxide, and metallic salts) and their preparation strategies are highlighted and

summarized. The intrinsic atomic structure of amorphous materials in short-, medium-, and long-range

orientations is discussed. The relationships between their structural features (e.g., disorderliness, defects,

metastability, isotropy, and flexible structure) and related properties are demonstrated. Their current

characterization techniques for amorphous structures are presented as well. The applications of these

amorphous inorganics are illustrated, covering the fields of mechanical, electrical, biomedical, and

catalytical materials. Finally, future challenges and perspectives in the field of amorphous inorganics are

discussed, and this review emphasizes the unique and important role of amorphous inorganics in the

development of more advanced materials.

1. Introduction

Inorganic materials have played a dominant role in functional
material utilization, driving the ongoing pursuit of novel
advancements.1 Among them, the emergence of amorphous
inorganics, also known as non-crystalline inorganics, has
attracted much attention owing to their distinctive properties
and capabilities.2–4 The discovery of amorphous inorganic
materials traces back to ancient times when humans encoun-
tered naturally occurring glass.5 However, it was only in the
early 20th century that scientists began to truly understand the
unique nature of amorphous inorganics and embarked on

systematic investigations.6 Up to now, amorphous inorganics
have impacted numerous aspects of modern society, and they
are utilized in a broad range of applications such as glass,7–12

electrodes,13–16 conductors,17–19 biomaterials,20–22 and
catalysts.23–26 The development of advanced synthesis techni-
ques and the increasing demand for customizable material
properties have further propelled the exploration and utiliza-
tion of fascinating amorphous inorganics.

In amorphous inorganics, metals,27–29 metallic oxides,30–32

and metallic salts33–35 are the major components, representa-
tively serving as functional materials for application. For
example, amorphous metals, also known as amorphous
alloys or metallic glass, are a kind of mechanical materials,
favouring highly strengthened mechanical performance.36

Additionally, amorphous metallic oxides are promising
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new-type semiconductors, benefiting from electrochemical
conversion.37 Moreover, amorphous metallic salts such as
amorphous calcium carbonate (ACC) and amorphous calcium
phosphate (ACP) fundamentally support the growth of biologi-
cal skeleton.38 It is noteworthy that the importance of these
amorphous inorganics needs to be briefly and systematically
illustrated from species to application. In other words, their
functional performances rely on ingenious regulations of
atoms, indicating a significant relationship between the struc-
tures and properties of amorphous inorganics.

The structures and properties of amorphous inorganics are
vastly distinct from crystalline inorganics owing to their long-
range atomic disordering.39 Disordered atomic structures
expose more coordinating defects of amorphous inorganics,
endowing the materials with various properties in a broad
functional range.40

For instance, amorphous metallic glasses are greatly
enhanced in terms of ductility and strength owing to their
atomic dislocation motion.41 Coordinatively unsaturated sites
and interfacial defects endow amorphous inorganics with great
potential in catalytical and electrochemical reactive devices.42

Moreover, the large specific surface area,43 facilely modifiable
mobility,44 bio-accessibility,45 and fluidity46 of amorphous
inorganic nanomaterials have promisingly provided candidates
for drug delivery, therapeutics, diagnostics, hard-tissue repairs,
and other biomedical utilizations. Thus, insights into the
relationship between structures and properties are significant
for the rational design of amorphous inorganics, making them
key factors in their functional utilization.

In this minireview, we briefly introduce amorphous inor-
ganics in their representative applications and focus on their
correlation between non-crystalline atomic structures and
advanced properties. In addition, some future perspectives on
amorphous inorganics among different applied fields are pro-
vided. The major contents of this minireview are schematically

demonstrated in Fig. 1. We expect that this minireview can
provide a deep cognation into amorphous inorganics and
emphasize the significant contribution of functional material
research, as well as their potential in the development of future
functional material.

2. Amorphous structure and its
functional relationship

Amorphous inorganic refers to a broad range of inorganic
materials that lack a long-range order in their atomic arrange-
ment. The atomic structure of amorphous inorganics is char-
acterized by a random arrangement of atoms, with no distinct
crystalline lattice or periodic pattern. Compared with their
crystalline counterparts, this disordered arrangement gives
amorphous inorganics unique properties. For instance, amor-
phous inorganics tend to be isotropic, meaning that they have
similar properties in all directions, whereas crystalline struc-
tures exhibit anisotropic behaviours, leading to variations in
their properties depending on the crystallographic direction. In
this section, the cognations of amorphous structures are
described, and an understanding of their unique properties is
introduced.

2.1 Atomic structure

A crystalline state is regularly formed from unit cells within a
translational symmetry feature, proceeding in a long-range
order. On the contrary, the metastable amorphous state is
randomly disordered in a long-range distance. In contrast, an
amorphous state has proceeded orderliness in the short- and
medium-range, which are dominant features to describe the

Fig. 1 Schematic illustration of representative amorphous inorganics and
their utilization for mechanical, electrical, biomedical, and catalytic
applications.
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structure.47,48 Knowledge of orderliness in the amorphous
structure is the key to recognizing its instinct features, thus
designing more candidates for functional materials. In this
section, the orderliness of amorphous inorganics is introduced
as a fellow, covering the short-, medium-, and long-range
(Fig. 2a).

2.1.1 Short-range order (SRO). Short-range is the scale of a
fundamental structure in a lattice, typically consisting of one or
two atom spacings, approximately ranging within 5 Å.49

Atoms usually consist of regular bindings and predicable
units, performing an ordering atomic combination on this
scale. Theoretically, several structural models have been
proposed to describe the characteristics of amorphous struc-
tures, including the dense random packing model, the solute-
centred cluster model, and the polytetrahedral packing model.
These models aim to uncover the atomic locations within the
structures.

The dense random packing model has been widely accepted
in the field of materials science, as it provides a simple and
effective way to describe the arrangement of atoms and mole-
cules in liquids and solids.48,50 This model was proposed by
Bernal to describe the SRO, as they can be counted and
analysed using computer simulations and experimental tech-
niques, such as X-ray diffraction. Descriptions in the SRO of
Bernal’s model involve five basic Bernal polyhedrals (Fig. 2b),
as they predominantly combine with tetrahedra.47 However, the
existing model has its limitations because it assumes that all
atoms have the same hard spheres, making it unsuitable for
representing systems with varying component sizes. To address
this issue, solute-centred clusters are proposed, which have
been validated by both theoretical and experimental findings.51

According to the solute-centred cluster model, clusters that
feature solute atoms occupying the spaces left by the solvent
atoms form the foundation of amorphous structures. Voronoi
polyhedron is commonly utilized to characterize these clusters,
where the planar faces cut perpendicularly through the lines
connecting an atom to its neighbouring atoms.52 Despite the
numerous descriptions of polyhedron types, Kasper polyhedra
describes that the distinction of disclination involves the
minimum number of atoms. In Fig. 2c, the polyhedrons
illustrate the distinction of atomic packing configurations in
various Kasper modes.48

The coordination number, also known as the type of poly-
hedron, is a critical factor in describing the effective size ratio
between the solute and solvent atoms.53,54 Altering the compo-
sition of amorphous materials can lead to a change in the type
of cluster, which ultimately affects the atomic structure and
properties. Researchers, such as Cheng and colleagues, have
found that adding Al atoms into Cu46Zr54 can significantly
increase the prevalence of h0,0,12,0i icosahedra clusters.55

Icosahedral clusters are ordered with five-fold symmetry, which
is stable and highly favoured in short-range order. Because an
icosahedral order is also a defining feature of quasicrystals,
there could be structural similarities between quasicrystals and
amorphous structures that merit further investigation. In addi-
tion to the structural order, chemical orders are also present in
the short-range order of amorphous structures, indicating a
preference for certain elemental connections.

2.1.2 Medium-range order (MRO). Observably, the orderli-
ness arrangement exhibits a degree of organization surpassing
the short-range order in the vicinity of 5–20 Å, which is referred
to as the medium-range order.56 In nucleation, the solute-
cantered clusters pack efficiently by sharing solvent atoms in
the shell, which constitutes the MRO of the amorphous struc-
ture. Additionally, variations in the MRO can lead to alterations
in the atomic structure and retain the structural stability of
amorphous nanomaterials.57 For instance, Lan and colleagues
discovered that amorphous Pd–Ni–P metallic glass nano-
particles (MGNP) performed an MRO rearrangement against
harmful crystallization during long-term CV cycles.58 The
MGNP could transform between two- to three-atom modes at
MRO, plays a crucial role in stabilizing its amorphous state and
prevents crystalline-induced degradation.

Moreover, Cherevko’s research group investigated the dis-
tinction in the medium-range linking type of the [IrO6] octahe-
dron between crystalline and amorphous forms of IrO2.59 This
investigation was carried out during the leaching process of
non-noble elements in mixed iridium-based perovskites. In the
amorphous IrO2, the medium local structure engenders a
random connection configuration, making activated oxygen
sites increase with a low coordination number. This intriguing
relationship between MRO and the catalytic performance of
amorphous nanocatalysts offers an alternative path for manip-
ulating their catalytic properties.

2.1.3 Long-range disorder. The long-range atomic scale of
amorphous structure refers to the overall arrangement of atoms
in the material. In crystalline material, the arrangement of

Fig. 2 (a) Schematic illustration of atoms distributed in the short-,
medium-, and large-range. Copyright 2022, The Royal Society of
Chemistry.27 (b) Five basic Bernal polyhedrals that describe atomic dis-
tribution in the short range. Copyright 1983, American Physical Society.47

(c) Kasper polyhedron of multi-atomic component of short-range clusters
and their symmetry. Copyright 2006, Springer Nature.48
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atoms is uniform as it periodically extends over long-range
distances. Unlike crystals, amorphous materials do not have a
well-defined long-range structure, meaning they have a random
and disordered arrangement of atoms, which is characterized
as a long-range disorder.60 In amorphous inorganic materials,
the presence of a long-range disorder can significantly influ-
ence mechanical strength, conductivity, and electrical conduc-
tivity. Thus, the understanding of amorphous inorganics
between their disorder structure and unique properties is
crucial for novel insight into future material design.

2.2 Structure–property–function relationships

Obviously, an understanding of the relationship between amor-
phous structure and function is significant for developing

advanced functional materials. Specifically, the functional per-
formances are directly related to these features (e.g., disorderli-
ness, defect, isotropy, metastability, and flexible structure) of
an amorphous structure, and they are structurally distinct from
a crystalline structure. To address this, we briefly summarize
these specific features (Fig. 3a–e) and highlight their contribu-
tion to functional regulation.

2.2.1 Disorderliness. Compared with crystals, long-range
disorderliness is the typical feature of amorphous structure. It
correlates with distinct properties with behaviours differently
from crystals in the bulk phase. For example, disorderliness
breaks the long-range translational lattice symmetry in inor-
ganics, and it affects the mechanical properties with the unique
performance of amorphous materials (Fig. 3a).61 In amorphous

Fig. 3 Schematic illustration of representative features in amorphous inorganics; core inset: atomic structural examples include metal (Ni3Nb7), metallic
oxide (TiO2), and metallic salts (CaCO3). (a) Disorderliness (in amorphous structure, atom arrangement is disordered; meanwhile, it accommodates
internal strain, introducing distinct mechanical behaviour compared with corresponding crystalline counterparts.). (b) Defects (amorphous structure
internally consists of numerous active sites that far exceed what is in the crystalline structure, benefiting from enhanced catalysis reactions, such as the
hydrogen evolution reaction (HER), oxygen evolution reaction (OER), and nitrogen reduction reaction (NRR)). (c) Metastability (amorphous precursor is
facile to regulate biomineralization, performing adjustable metastability for biomedical utilization, such as hard tissue repair). (d) Isotropy (amorphous
structure) is homogeneous, indicating an isotropic Li+ diffusion, whereas crystalline structure is anisotropic, performing directional Li+ emigrations. (e)
Flexible structure (amorphous material has a flexible structure that is self-regulatable at the atomic scale under various applied conditions, such as
catalysis and ion conduction).
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alloys, the mechanical is distinct from the crystals, performing
superior behaviours. This is because the broken symmetry
changes atomistic deformation, meaning that the internal
strain can be readily accommodated through atomic rearrange-
ment in the neighborhood.62 Guo and colleagues developed an
artificial tooth enamel (ATE) through the regulation of the
amorphous intergranular phase. In the preparation of ATE,
the as-prepared amorphous ZrO2-coated hydroxyapatite can be
assembled into a continuously dense structure on the molecular
scale, persuading an ingenious regulating strategy of amorphous
intergranular phase into high-performed inorganic material
preparation.63 In ionic conduction, long-range disorderliness
shortens the distance of ion transportation, and it decreases the
bond dissociation energy, which promotes their ion diffusion
kinetics.64 Moreover, the presence of unsaturated coordination in
amorphous oxides highlights the inherent disorder and lack of
long-range order in their atomic arrangement. It is crucial to tailor
the catalytical property through the energy gap hanging of amor-
phous oxide materials. For example, unsaturated Bi–O coordina-
tion led amorphous BiOx to display distinct Bi2+ and Bi+ oxidation
states, performing a selective p-orbital catalytic activity for the
nitrogen reduction reaction.65

2.2.2 Defect. A defect is a typical feature of amorphous
inorganics (Fig. 3b) commonly raised by disorder structures.66

There are abundant defects that occur in the skeleton of the
disorderliness structure, originating during its amorphization.
Owing to their vast quantities and activities, these defects (e.g.,
oxygen vacancies and unsaturated coordination) lead to high
chemical reactivities, such as catalysis and ion storage.67–74

Oxygen vacancy is one type of well-known defect in crystalline
engineering due to the absence of oxygen atoms at their lattice
positions. In amorphous materials, the quantity of oxygen
vacancies is far more than that in crystals, performing distinctly
enhanced functions, especially in catalysis.65–70 Additionally,
the design of amorphous electrodes with a combination of
oxygen vacancy and disordered structure was capable of
enhanced ion storage. In alkali metal ion batteries, storages
of Na+ and K+ in electrodes were restricted by lattice owing to
their relatively large atomic radius. However, the vacancy in the
amorphous phase was demonstrated to enhance the ion sto-
rage performance, such as Li+, Na+ and K+.71–73 In addition to
reactive activity, electron transfer properties, such as surface-
enhanced Raman scattering (SERS), of amorphous inorganics
are unique to their corresponding crystalline compounds. Owing
to its low coordination number and plentiful oxygen defects,
amorphous ZnO exhibited a higher electronic density of states
and a narrower energy gap.74 Consequently, it demonstrated an
enhanced SERS activity compared to its crystalline counterparts.

2.2.3 Metastability. Amorphous inorganics, especially their
precursors, perform metastability. This metastable state allows
amorphous precursors to be capable of controlling the nuclea-
tion and growth of minerals.75 In biomineralization, the reg-
ulation of amorphous precursors plays a significant role in the
formation of amorphous-crystalline mineralized frontiers in
living organisms (Fig. 3c).76 These amorphous precursors can
also be utilized for artificial design to construct highly

mineralized biomaterials as inorganic amorphous
constituents.77 Moreover, metastability makes amorphous inor-
ganics facile to regulate the repair and regeneration of biomin-
erals. In addition, an amorphous structure instinctually
preserves a high specific surficial area and porous skeleton
for effective drug delivery.78 Meanwhile, the metastable amor-
phous structure is a favourite for dissolution, facilitating its
controllable drug release.79,80

2.2.4 Isotropy. Amorphous inorganics tend to be isotropic,
meaning that they have similar structures and properties in all
directions, whereas crystalline structures exhibit anisotropy. In
optical materials, isotropic amorphization is favoured in the
preparation of transparent glass because it essentially over-
comes birefringence, which is caused by an anisotropic struc-
ture such as a lattice.81 In electrochemical reactions, the
disorderliness of atomic arrangement changes pathways in
ion diffusion and storage.82 In the well-known cathode material
(e.g., LiCoO2 and LiFePO4), while the atomic structure turns
from crystalline grain to amorphous phase, the immigrated
path of Li+ ions changes from 2D-layer and 1D-channel inter-
calation to 3D diffusion, contributing a fast isotropic ion
transportation and a pseudocapacitive behaviour.83

2.2.5 Flexible structure. Flexible structure is another
important advance feature of amorphous material. At the
atomic scale, the flexible structure can self-regulate, leading
to materials that improve its performance against external
stimuli under various applied conditions, such as catalysis
and ion conduction (Fig. 3e). For example, amorphous NiFeMo
oxide has superior performance in catalysing the oxygen evolu-
tion reaction (OER) owing to its fast surface reconstruction.
This development is significant for amorphous metal oxides, as
they can rapidly reconstruct their surfaces and reform the
active layer rich in oxygen vacancies, whereas this process is
sluggish for the crystalline counterpart.84 Furthermore, amor-
phous Co hydroxide is one kind of OER catalyst that can
reconfigure and optimize its spatial coordination structure to
adapt to external stimuli that catalyze oxygen evolution.85 Thus,
it overcame the structural restrictions in the stiff lattice, per-
forming highly stable and effective OER catalysis. Additionally,
in amorphous ion-conductors, atomic-scale flexibility made
them ingeniously overcome the exact ‘‘collapse’’ of the crystal-
line structure.86,87 This is because the amorphous structure
mitigated the structural volume changes during the insertion
or extraction of ions. Compared with crystalline counterparts,
amorphous Fe2O3 performs much lower insert energy, and it
geometrically displays negligible volume change after Na+

insertion.88 It also fits with ionic compounds, such as NaFePO4,
in which the amorphous structure lowers barriers during Na
migration.89

3. Representative amorphous
inorganics and formation mechanisms

The spices of amorphous inorganics are numerous, including
metal, metallic oxide, and metallic salt.27–35 Their long-range
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disordering atomic structures are specific features compared
with their crystalline counterparts. These materials are receiv-
ing much attention, especially in their formation mechanism.
In this respect, we briefly introduce representative amorphous
inorganics and their formation mechanism.

3.1 Representative amorphous inorganics

Metals, metallic oxides, and metallic salts are the most repre-
sentative species of amorphous inorganic materials, and they
play vital roles in many applications, including mechanical,
biomedical, electrical, and catalytic materials. Each as-
mentioned aspect is illustrated as follows. Moreover, other
amorphous inorganic species, such as metallic sulphides,
metallic phosphides, and non-metallic inorganics (e.g., amor-
phous carbon-based and amorphous silicon-based inorganics),
are introduced in this section as well.

3.1.1 Amorphous metal. Amorphous metal is known as
metallic glass, forming a long-range disordered atomic
structure.90 The chemical composition of amorphous metallic
materials is a multi-component system. Amorphous metals are
made by rapidly cooling a liquid metal to form a solid that has
no internal structure or crystalline order.91 This unique char-
acteristic gives amorphous metallic materials various proper-
ties, such as high strength, corrosion resistance, and electrical
properties.92 The pioneer research of amorphous alloys was
presented by Duwez and co-workers in 1960, who accidentally
discovered a solid solution consisting of two elements from
totally different lattice structures and valences.93 Afterwards,
numerous amorphous alloys have been prepared and widely
utilized in various applications.

3.1.2 Amorphous metallic oxides. Amorphous metallic oxi-
des are another species of amorphous inorganics that also
cover amorphous ceramics, such as amorphous ZrO2, Al2O3,
and Y2O3.94–96 These amorphous materials are made by com-
bining metal elements with oxygens, foaming in a solid mate-
rial that has a disordered structure. Owing to their unique
structure, amorphous metallic oxides have a wide range of
applications, including as catalysts for chemical reactions,
semiconductors for chip utilization, and as components in
electrodes.97 Amorphous InGaZnO4 (a-IGZO), the most famous
semiconductive material, is a transistor channel material that
demonstrates the success of non-crystalline oxides.98 A-IGZO is
initially applied in thin-film-transistor display backplanes, and
it has been utilized as a transistor channel material for static
random-access memory and has served as a memory selector in
dynamic random access memory devices.99 Besides, amor-
phous metallic oxides can also serve as a catalyst for the
reaction of chemicals, such as hydrogen evolution reaction
and oxygen evolution reaction.27 By incorporating amorphous
metallic oxides into catalysts, their unsaturated metal atoms
can promote the catalytical reaction compared with their
crystalline counterparts.27 Additionally, amorphous metallic
oxides have been explored as high energy density materials
for use in batteries, as they offer high charge and discharge
rates and low internal resistance.31

3.1.3 Amorphous metallic salts. Amorphous metallic salts
are another type of amorphous inorganics that has unique
properties. These materials are created by combining metal
cations and non-metallic anions, resulting in a material that
has a disordered structure. Amorphous metallic salts have been
applied in various areas, including the development of high-
performed mechanical materials.100 One of the representatives
of amorphous metallic salts is in the development of recharge-
able lithium-ion batteries, where they can deeply understand
the structural and functional differences between amorphous
and corresponding crystalline parts, such as a decrease in open
circuit voltage in amorphization.101 Additionally, amorphous
metallic salts, such as amorphous calcium carbonate and
amorphous calcium phosphate, have been incorporated into
biomaterials, which have the potential for bio-repairment and
bio-regeneration.102

3.1.4 Amorphous metallic phosphides. Metal phosphides
differ from other metallic salts owing to their high conductivity
and significant catalytic activity when interacting with P and
metal atoms.103 Amorphous metal phosphide is a type of metal
phosphide that has a metastable nature, exhibiting short-/
medium-range ordered and long-range disordered structures.
This unique structure enables the material to have more active
sites and a more suitable electronic structure for electrocata-
lysis compared to its crystalline counterparts.104 Researchers
have extensively studied subgroup elements, such as Co, Ni,
Mo, W, and Ru, to fabricate amorphous metallic phosphide
electrocatalysts.105

3.1.5 Amorphous metallic sulphides. Unlike their crystal-
line counterpart, amorphous metallic sulphides exhibit
long-range disordered and short-range ordered atomic
arrangements, which can lead to lattice distortion and unsatu-
rated bonds. These structures contribute to their high
reactivity and flexibility, demonstrating an enhanced catalytic
performance.106 Currently, several amorphous metallic sul-
phides have been studied, such as amorphous MoS, amor-
phous CdS, and amorphous CoS.107 For example, the active
sites of crystalline MoS mainly exist at the edges, whereas the
atomic structure of a-MoS imparted numerous active sites
owing to its instinct disorder structure.108 In the structure of
a-MoS, [Mo3S13]2� clusters or [MoS6]� units exist as the funda-
mental cores in the short-range; meanwhile, their long-range
disorderliness exposes more active sites, benefiting from cata-
lytical performance.

3.1.6 Amorphous carbon-based inorganics. In contrast to
graphite and graphene, amorphous carbon-based inorganics
do not possess regular lattice structures, whereas they have
disordered structures with a lack of long-range periodicity.109

Carbon-based amorphous materials comprise various forms,
including amorphous hard carbon and soft carbon.110 These
materials exhibit unique electrical and chemical properties,
making them useful in battery electrodes. In recent years,
there has been renewed interest in amorphous carbons, parti-
cularly hard carbon, owing to their extraordinary performance
in sodium insertion.111 This is attributed to their expanded
layered structures compared to graphite, as well as their
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disordered features. Along with the presence of micro domains
and a lower degree of graphitization, these characteristics
enable the relatively large sodium ions to be easily intercalated,
resulting in significantly higher specific capacities compared to
graphite.

3.1.7 Amorphous silicon-based inorganics. Silicon-based
amorphous non-metallic inorganics refer to non-crystalline
forms of silicon, including amorphous silicon (a-Si),112 silicon
dioxide,113 and silicon carbide (a-SiC).114 Amorphous silicon is
commonly used in thin-film solar cells and photovoltaic
devices, as it efficiently converts sunlight into electricity.112

Amorphous silicon dioxide, also known as amorphous silica,
is highly valued for its exceptional thermal stability, high
melting point, and insulating properties.113 It has wide applica-
tion in glass manufacturing, electronics, ceramics, catalyst
supports, and as a filler in various materials. A-SiC is a
compound of silicon and carbon and has been distinguished
by its high strength and superior chemical stability.114

3.2 Formation mechanism

In natural biominerals, the biological regulation of the amor-
phous precursors and intermediates is significant in the for-
mation of mechanical materials.115,116 In the laboratory, there
are numerous strategies used to prepare inorganic amorphous
structures, such as nucleation (Fig. 4a),117 liquid–liquid phase
separation (Fig. 4b),118 and inorganic ionic polymerization
(Fig. 4c).119 Among these efforts, the most significant insight
is to understand the knowledge between prenuclear monomers
and functional amorphous states, proclaiming great potential
in producing materials with rationally designed amorphous
structures and functions.

3.2.1 Nucleation. Nucleation is fundamental in the for-
mation of atoms, ions, or monomers to a new phase, and its
ingenious regulation for the precursors in the liquid phase

could construct amorphous structure, sequentially producing
amorphous materials.120 For example, in solution synthesis,
the ingenious regulation of supersaturation can nucleate the
amorphous phase.121 Additionally, undercooled melt provides
a cradle of nucleation in amorphous inorganics, generating
liquid metal or alloy to form a solid material with an amor-
phous structure.122 This method is used to create metallic
glasses, which exhibit unique properties, such as high strength
and excellent corrosion resistance.123 For instance, Fe-Cr-based
amorphous alloys significantly enhanced their strength and
corrosion resistance after annealing.124 During the process of
amorphization, nucleation appears first, followed by structural
relaxation, causing the atomic ordering to increase at short
distances and retaining disordered long-term structures.124,125

The primary focus of structural relaxation is to alleviate resi-
dual stress, which results in an increase in activation energy,
DG*, leading to a redistribution of chemical elements across
the surface. Consequently, the reduction in quenched-in
defects leads to a decrease in the number of active sites for
corrosion.124,126 Moreover, some molecular species (e.g., clus-
ters and amorphous nanoparticles) are important for aggregat-
ing into dynamically stable amorphous structures.127 This
process contains multiple pathways and is known as ‘‘crystal-
lization by particle attachment’’ (CPA) (Fig. 4d).128 Amorphous
phases are the most commonly observed precursors and inter-
mediates in CPA. As part of the biomineralization process,
biological vessels facilitate the transfer of amorphous particles
and then fuse onto the surface of biominerals to form an
amorphous layer.129 Owing to their moldable nature, amor-
phous phases can form amorphous layers in the presence of
organic matrixes and subsequently undergo shape-preserving
crystallization, leading to the generation of minerals.130 This
process reveals the diverse shapes observed in biominerals that
occur naturally from the regulation of amorphous phases.

Fig. 4 (a)–(c) Schematic illustration of the representative pathways in the formation of amorphous materials, including nucleation (a), liquid–liquid
phase separation (b), and inorganic ionic polymerization. (d) Progress of crystallization from monomers to bulk crystal; red marked are the pathways
involved in amorphization. Copyright 2015, AAAS.128 (e) Schematic illustration of the prosses in the synthesis of the CaCO3 oligomer and its capping
effect. (f) Pair distribution of CaCO3 oligomer, inset: corresponding simulated structure. (g) In situ observation of the CaCO3 oligomer through a chain
growth reaction. (h) Digital photograph of amorphous CaCO3 (ACC) bulk material originating from the CaCO3 oligomer. (i) SEM observation of the
surface and inner face of ACC. (j) HRTEM graphs of monolithic ACC, inset: corresponding fast-Fourier-transform image. Copyright 2019, Springer
Nature.119
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Based on nucleation, several synthesis methods have been
developed for the construction of amorphous inorganics. Elec-
trodeposition is a representative method for regulating nuclea-
tion in fabricating amorphous nanomaterials with controllable
kinetics. For instance, Dick and colleagues developed a general-
ized strategy for preparing amorphous high-entropy metallic
glasses through electrosynthesis. This method involved metal
salt precursors within water nanodroplets emulsified by
dichloroethane.131 Upon reaction at the electrode, the co-
electrodeposition of the metals resulted in the formation of
nanoparticles with an amorphous structure.

In addition, researchers have taken advantage of wet-
chemical syntheses to prepare amorphous inorganic materials.
The commonly used methods include hydrothermal,132

coprecipitation,85 and sol–gel methods.133 Hydrothermal meth-
ods have been extensively utilized to manipulate the morphol-
ogy and composition of nanomaterials. By precisely tuning
reaction conditions, such as the choice of metal precursors,
surface ligands, reducing agents, and solvents, it is possible to
precisely regulate the kinetics and thermodynamics of the
nucleation and growth processes of nanocrystals.134 This
manipulation directly impacts the diffusion and migration rate
of atoms, enabling the synthesis of amorphous nanomaterials.
For instance, Huang et al. successfully synthesized porous
amorphous RuTe2 nanorods using a straightforward hydrother-
mal process.132 Moreover, the coprecipitation method is parti-
cularly effective in the production of amorphous metal oxides.
For example, Yu et al. achieved a wet-chemical method of
amorphous NiFeMo oxides within few minutes using a super-
saturated coprecipitation strategy. This approach demonstrates
the potential for rapid and efficient production of amorphous
materials.85 Moreover, Reiko and colleagues found that the sol–
gel method can fabricate amorphous silica through intermedi-
ates of silica–lipid hybrid twisted nanoribbons.134 Accordingly,
these methods highlight the exciting pathway offered by wet-
chemical methods in synthesizing amorphous inorganic mate-
rials and expanding our understanding of the utilization of
nucleation.

3.2.2 Liquid–liquid phase separation. Liquid–liquid phase
separation is a commonly known phenomenon, widely illu-
strated by the classic model of oil and water.135 In the fabrica-
tion of amorphous inorganics, this understanding alternatively
promotes a pathway, such as an ingenious process to prepare
metallic glass and other biominerals. For metallic glasses, non-
crystalline alloy systems, such as examples of Nd–Zr–Al–Co, Ni–
Nb–Y, Cu–(Zr,Hf)–Al–(Y,Gd), and (Y,Gd)–(Zr,Ti,Hf)–Al–Co, are
commonly solidified after the liquid phase separation in
nanoscale.136 In the liquid phase separation, a miscibility
gap at low temperatures has advantages in inducing
phase separation at small scales, even down to the nanometric
scale.137 Obtaining multicomponent nanostructured phases
with well-defined morphologies offers a unique approach
to producing both alloy nanoparticles and nanofoams.
In biominerals, polymeric stabilizers restrained monomers
to assembling aggregations, forming long-range disorder
amorphous structures for further bio-utilization.138 For

example, polymer-induced liquid precursor (PILP) is a
classical model that can generate an amorphous precursor in
the long range and can sequentially induce the generation
of an amorphous phase or crystalline.139 Furthermore, the
process of liquid–liquid phase separation can create amor-
phous nanomaterials with spherical morphology by assembling
cluster-based substructures. For example, Yu and his team
successfully synthesized stable amorphous calcium carbonate
(ACC) nanospheres in a water-deficient ethanol-water binary
solution using the gas diffusion method. The ACC nanospheres
were formed through a mechanism of liquid–liquid phase
separation, rather than the classical nucleation and growth
process.140

3.2.3 Inorganic ionic polymerization. Inorganic ionic poly-
merization is a synthesised strategy from the reaction between
ionic oligomers, favouriting the fabrication of an amorphous
solid.141–143 Our group provides the first example using calcium
carbonate (CaCO3). Typically, stabilized oligomeric CaCO3 clus-
ters were obtained by hydrogen bond-based end-capping
(Fig. 4e).119 Before nucleation, the CaCO3 clusters were typically
capped with triethylamine (TEA), consisting of few repeats of
CaCO3 molecules and identified as CaCO3 ionic oligomers
(Fig. 4f and g). With a rod-like structure and a length of about
1.2 nm, the hydrogen bonds in these clusters could be easily
disrupted by evaporating TEA, proclaiming the polymerization
and crosslinking processes of the CaCO3 ionic oligomers
(Fig. 4h–j). The strategy for ionic oligomer preparation could
be extended to more ionic compounds. Accordingly, the ‘‘inor-
ganic ionic polymerization’’ process is similar to polymer
synthesis, enabling the mouldable construction of various
other inorganic ionic compounds.

4. Characterization methodologies

Understanding the atomic structure is significant in character-
izing amorphous inorganics, but it is difficult to observe
directly because of their disorderliness in the long range. In
the early stage, the structure could be illustrated only through
statistical methods, which hindered their development. Fortu-
nately, experimental techniques have made great progress in
recent decades, presenting an accurate picture of the amor-
phous structure. More importantly, based on these advanced
results, theoretical simulation and calculation ingeniously
reveal the cognition of amorphous structures. To address this,
representative advanced techniques are introduced.

4.1 Pair distribution function

The pair distribution function (PDF) is widely used to charac-
terize the amorphous structure.144,145 It describes the possibi-
lity as ‘‘r’’, identifying a specific distance between the central
atom and secondary atoms. Generally, functions describing ‘‘r’’
involve two forms: PDF and radial distribution function (RDF).
The PDF calculates the possibility of discovering a second atom
at a specific distance from the first, while the RDF describes the
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coordinated information, such as distance, number, and angle,
in each coordinated shell.27,146

(1) Pair distribution function (PDF, g(r)): this represents
the probability of finding a second atom at a certain distance
from the first one (total pairs). The mathematical expression of
PDF is

g(r) = r(r)/ra,

where r(r) is the atomic number density at distance r from the
central atom and ra is the average atomic number density.

(2) Radial distribution function (RDF): this is the probability
distribution of finding a second atom at a certain distance r
from the first atom (specific pair), which is normalized by the
average number density of atoms. The mathematical expres-
sion of RDF is

RDF(r) = 4pr2r(r),

where r is the average number density of atoms and 4pr2 is the
surface area of a sphere with radius r.

According to the above structural functions, atomic local
details on the neighbour coordination distance of each coordi-
nated shell could be provided by analysing the peak position. It
can also reveal the coordination number in each coordination
shell by evaluating the integrated area of peaks, and the extent
of uncertainty in atomic position stems from disorder by
examining the width of the peaks. Simulations and calculations
are also helpful in understanding the structures. Simulations,
such as the reverse Monte-Carlo method, can fit the RDF
results, which would simulate a corresponding atomic struc-
tural mode, favouriting chemical calculation and molecular
dynamic simulation.

4.2 X-ray and neutron diffraction

Despite the long-range disorder causing amorphous materials
to exhibit no diffraction peak in the X-ray diffraction (XRD)
pattern, their RDF can be acquired through various techniques
by utilizing X-rays or neutron diffraction. The experimental
results can be converted through Fourier transformation to
acquire PDF and g(r) plots, sequentially structuring the atomic
structure via reverse Monte Carlo simulations.147

Based on analysing neutron diffraction data and utilizing
reverse Monte Carlo simulations, Hibble and collaborators
proposed a practical three-dimensional chain model to
describe the atomic structure of amorphous MoS3.148 The
research findings reveal that a model comprising chains of
MoS6 octahedra, which share faces and are bonded by disul-
phides, forming pairs of sulphurs in the shared interfaces,
which produces a remarkable correlation with the neutron
diffraction data. Additionally, Kerisit and co-workers simulated
the atomic structure of amorphous CaCO3 based on X-ray and
neutron diffractions (Fig. 5a and b).149 This work demonstrates
that molecular dynamics simulations can understand the
atomic location in amorphous structures as well.

The distinction between X-ray and neutron diffraction is
obviously determined by their principles of scattering.150 Spe-
cifically, X-ray diffraction uses X-rays, which are a type of

electromagnetic radiation, to study the structure of materials.
The X-rays interact with the atoms in the sample and are
scattered in various directions. By analysing the scattered
X-rays, researchers can determine the positions of the core
atoms and the surrounding atoms with different distances
between them. However, neutron diffraction uses neutrons,
which are subatomic particles, to study the structure of materi-
als. Neutrons interact differently with atoms than X-rays and
can provide additional information on the positions of hydro-
gen atoms, which are invisible to X-rays.151 Additionally, neu-
tron diffraction can be used to study materials that are difficult
to study using X-rays, such as magnetic materials and materials
with low electron density.152 For amorphous inorganics, both
X-ray and neutron diffraction are powerful tools for studying
the localized structure at the atomic or molecular level.

4.3 X-ray absorption fine structure analysis

X-ray absorption fine structure (XAFS) is a widely used techni-
que that includes X-ray absorption near edge structure (XANES)
and extended X-ray absorption fine structure (EXAFS).153 It is a
prevalent method used to examine the coordination configura-
tions and electronic structures of target atoms through the
analyses of element-specific and energy-resolved absorption.
The structural analysis is based on the assumption of a short-
range order of amorphous phases. In addition to molecular
simulation methodology (e.g., reverse Monte Carlo simulation),
detailed structural information about amorphous materials can
be fitted from experimentally corresponding spectra. For
instance, Li and colleagues discovered a decrease in the

Fig. 5 (a) Pair distribution functions of amorphous CaCO3 in neutron and
X-ray diffraction. (b) Structure of amorphous CaCO3 trough molecular
simulation. Copyright 2021, American Chemical Society.149 (c) Microstruc-
ture of crystalline Ti59.1Zr37Cu2.3Fe1.6 rod after in situ heating at 820 K on its
advanced amorphous martensite, right side: (d) corresponding crystalline
SAED patterns. (e) Microstructure of amorphous Ti59.1Zr37Cu2.3Fe1.6 rod
before heating, right side: (f) corresponding amorphous SAED patterns.
Copyright 2018, Springer Nature.156 (g) Pair distribution functions of
Fe90Zr7B3 in its experimental and reverse Monte Carlo simulations with
total and partial distance distributions, inset: corresponding simulated 3D
atomic structure. Copyright 2003, Elsevier.157
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coordination number of Ir atoms in amorphous Ir nanosheets
compared to their crystalline counterparts through the fitting
of Ir L3-edge EXAFS spectra.154 Moreover, Ma and his colleagues
utilized Fourier-filtered extended EXAFS data and experimental
XRD to investigate the short- and medium-range order in
amorphous metallic glass.48 They employed the reverse Monte
Carlo simulation technique and ab initio molecular dynamics
simulation method to determine the nature of these orders.
Furthermore, they carried out simulations of the radial dis-
tribution function (RDF) at different temperatures while cool-
ing the ab initio Ni–P system. These novel experimental and
computational techniques allowed them to gain valuable
insights into the structure of amorphous metallic glass and
its temperature-dependent atomic density.

4.4 Transmission electron microscopy

Transmission electron microscopy (TEM) facilitates the obser-
vation of atomic structures, displaying orderly lattice fringes
and distinct spots in selected area electron diffraction patterns
for crystals.155 In contrast, the amorphous structure exhibits an
intricate maze pattern along with electron diffraction that
resembles a corona (Fig. 5d and f).156 Nonetheless, the emer-
gence of spherical aberration correction technology has led to a
resolution enhancement in the sub-angstrom level of TEM. By
merging this technology with TEM image simulation, the
cognation and direct identification of amorphous structures
have been achieved.

The utilization of energy-filtering methods, imaging-plate,
and electron energy loss spectroscopy by Hirotsu and his
colleagues for electron diffraction PDF analysis (Fig. 5g) of
several amorphous alloys presents a deep understanding of
their local atomic arrangements and short-range order
structures.157 Moreover, the team employed electron diffraction
structure analyses to uncover the atomic structure of amor-
phous Fe–Zr–B, a key magnetic alloy that generates a soft-
magnetic nanostructure upon annealing.158

5. Mechanical materials

Amorphous inorganic solids with clearly defined morphology
extensively emphasize their mechanical properties because of
the distinctiveness of their mechanical attributes, particularly
in amorphous metal, metallic oxides, and minerals. These
unique properties comprise exceptionally high strength, high
hardness, and lower elastic modulus when compared to their
corresponding crystalline counterparts. Moreover, mechanical
applications integrating amorphous inorganic nanomaterials
into hybrid materials are illustrated in this section.

5.1 Amorphous alloy

Amorphization has proven to be an effective method for
achieving ultrahigh strength exceeding that of crystalline
counterparts.36 Amorphous alloys are prominent examples of
inorganic materials, which are also known as metallic glasses,
such as Fe-, Co-, Ni-, and Al-based metallic materials. The

mechanics of amorphous alloys have received significant scien-
tific interest owing to their distinctive properties when com-
pared to conventional crystalline metals.159

For instance, amorphous alloys can easily adjust to accom-
modate strain through changes in their atomic neighbourhood
owing to their predominant metallic character.160 At the atomic
scale, breaking and reforming of atomic bonds are possible
with less concern for the fixed nature of bond angles, as
observed in covalent solids, or the balancing of charges, as
observed in ionic solids. In contrast to crystalline counterparts,
amorphous alloys lack long-range translational symmetry. In
crystals, dislocations allow for low-energy or low-stress changes
in atomic ranges, whereas rearranging atoms in amorphous
alloys is a process that requires relatively high energy or stress
levels. For example, the bulk modulus of amorphous alloys is
approximately 6% smaller than crystalline counterparts in
similar composition.161 Comparing the two is not always sim-
ple because amorphous alloys can crystallize into intricate
microstructures with numerous phases. Even when comparing
the calculated moduli for an elemental amorphous metal with
known crystal values in the simulations, the difference remains
consistent.

Furthermore, amorphous alloys are notably different from
other categories of engineering materials. Despite having elas-
tic moduli similar to traditional engineering metals, amor-
phous alloys have substantially superior room-temperature
strengths when compared to polycrystals with a similar
composition.162 Although metallic glasses typically exhibit
shear localization and brittle failure under normal conditions,
there is clear evidence that they can undergo genuine plastic
shear flow at a microscopic level.

5.2 Amorphous mineral

In nature, amorphous phases of calcium carbonate or calcium
phosphate are commonly used as biomineral fundamentals to
build mechanical materials by many organisms, such as crus-
taceans, fishes, and shells.163 For example, dragonfish, a kind
of deep-sea fish with transparent teeth, constructed an amor-
phous dentin (Fig. 6a).164 Their dentin structures are composed
of numerous nanometer rods within woven patterns (Fig. 6b
and c), featuring an average hardness of 2.1 G � 1.2 GPa and a
reduced modulus of 16.4 G � 7.3 GPa. By comparing the
hardness data of white sharks (0.7 G � 0.2 GPa) with piranha
(0.8 G � 0.3 GPa), the dentin of dragonfish is much harder,
indicating an outstanding mechanical performance of the
amorphous structure.164 From the perspective of materials,
these natural biominerals can provide numerous inspirations
for the rational design of biomimetic materials.

With this inspiration, our group utilized amorphous cal-
cium carbonate (ACC) as the foundation for the development of
continuous amorphous monolith via a pressure-driven particle
fusion (Fig. 6d–f).165 According to the pressure (P) and abun-
dant water (n) related phase diagram, the ‘‘best’’ ACC monolith
has been fabricated under conditions of P = 3.0 GPa and n E
0.3 with a modulus (32.783 � 3.537 GPa) and hardness
(2.739 GPa � 0.249 GPa) (Fig. 6g), which is close to single
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crystal calcite, and higher than common cement materials.
This process leads to the formation of highly resilient and
robust structures, and it promotes a moderate synthetic strat-
egy for the application of incompatible thermally sensitive
materials.

Moreover, enlightened by the naturally aligned lamellar
architecture of nacre, Chen and colleagues created a novel
material called amorphous artificial nacre (AAN), performing
a biomimetic highly stratified structure (Fig. 7a–d).166 This was
achieved using ultra-thin amorphous alumina nanosheets
(AAs) as reinforcing phases with a thickness of approximately
5 nm nm. Through interfacial interactions, the AAs were
strongly combined with polylactic acid (PLA), leading to the
formation of the unit blocks of the AAN amorphous hetero-
phase (Fig. 7d). The results of the mechanical property tests
reveal exceptional toughness (103.5 MJ m�3) of AAN, as well as
superior plasticity (500.0%). Moreover, these mechanical
results surpass the un-biomimetic structural alumina-
reinforced composites and a great count of PLA-based material,
indicating the superiorities of the bio-inspired strategy of
amorphous inorganic application. This approach enables the
development of highly durable and robust structures and
provides a feasible synthetic method for mechanical materials
via the structural biomimicking of amorphous inorganic layers.

In addition, crystallization methods produce traditional
inorganic nanoparticles that possess well-ordered crystal struc-
tures; however, it may not be conducive to interact between the
inorganic particles and organic matrices.167 Minerals with an

amorphous structure have atomic arrangements that lack
order, increasing the likelihood of improved ion interactions
with organic matrices. For instance, Sun and collaborators
produced small amorphous calcium carbonate (ACC) nano-
particles in a polyacrylic acid (PAA) mixture, which resulted in
a hydrogel referred to as ‘‘mineral plastic’’.168 This work
indicated that the ACC crosslinked with PAA, resulting in the
hydrogel containing nearly half of its weight in mineral con-
tent, as well as a feature of being shapable, stretchable, and
self-healable. Moreover, Menold and co-workers developed
an advancement in ‘‘mineral plastic’’, pushing the develop-
ment of sustainable, recyclable and cost-effective plastic foam
materials.169

Amorphous inorganics are more accessible in their regula-
table utilization. For instance, the understanding of inorganic
ionic oligomers with adjustable molecular weights and cross-
linking properties has been a significant development in mate-
rial design.141 Through organic–inorganic copolymerization, a
polyacrylamide–calcium phosphate oligomer (CPO) with a uni-
formly structured composition has been synthesized to provide
exceptional hardness.170 Additionally, an amorphous oligomer
of calcium phosphate (CaP) has been employed to produce a
hybrid mineral (HM).171 The HM is hierarchically structured
bulk material assembled with CaP nanofibers, originating from
an amorphous oligomer of calcium phosphate through inor-
ganic ionic polymerization, afterwards enabling plasticity traits
to avoid the inherent brittleness of the minerals. Recently, our
group reported that calcium carbonate oligomers (CCOs) can

Fig. 6 (a) Microscopic imaging of the concentric layers and hollowness of the tooth of dragonfish. (b) TEM imaging of the dentin-enamel-like junction
(DEJ). (c) TEM imaging indicates a woven pattern of dentin structure with numerous nanometer rods (B5 nm diameter), inset: corresponding electron
diffraction pattern. Copyright 2019, Elsevier.164 (d) Schematic illustration of pressure-driven particle fusion progress to obtain an amorphous monolith
that originates from amorphous particles. (e) SEM imaging of amorphous CaCO3 particles before particle fusion. (f) SEM imaging of an amorphous CaCO3

monolith formed by particle fusion. (g) Mechanical properties, including modulus and hardness of amorphous CaCO3 monolith before and after
optimizing the experimental conditions. Copyright 2021, AAAS.165
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directly connect with thioctic acid (TA) via ionic bonding, thus
creating an organic–inorganic hybrid molecule with a formula
of TA2Ca(CaCO3)2.172 Under the circumstances of hot-pressing,
TA2Ca(CaCO3)2 can form an amorphous elastic ceramic plastic
(Fig. 7e and f), namely poly-(TA-CCO), with an extraordinary
mechanical property that contributes to an inorganic cross-
linking from CCO and a polymerization from -S-S- at the TA
site. The experimental and computational results show that
covalent and ionic networks are homogeneously distributed,
leading to an ionic–covalent bi-continuous amorphous struc-
ture of the poly-(TA-CCO) (Fig. 7i–h). According to these struc-
tural features, poly-(TA-CCO) presents a combined mechanical
property of ceramic, rubber, and plastic-like mouldability,
which is distinctive in existing mechanical materials. More
recently, our group utilized calcium carbonate (CaC) and cal-
cium phosphate (CaP) as a group of oligomers to synthesis an
amorphous Ca(CO3)x(PO4)2(1�x)/3 (0 o x o 1, a-CaCPs) via
inorganic ionic cocrosslinking. The as-prepared a-CaCPs fea-
ture several enhanced mechanical behaviours and provide a
regulated potential to form an alloy-like mineral (ALM) after
heat-induced synchronous crystallization. The ALMs result in a
highly performed inorganic hybrid mineral with a hardness
value of 5.6 GPa.173 As mentioned above, studies have shown
that amorphous nanoparticles and newly discovered inorganic

ionic oligomers offer superior mechanical improvements.
Further understanding of the regulation of amorphous inor-
ganics presents an opportunity to produce materials with
enhanced mechanical properties.

6. Electrical materials

The unique electrical properties of amorphous inorganics are
distinct from their crystalline counterparts, attracting research
interest owing to their intrinsic disordered structure.174 Nota-
bly, amorphous inorganics emphasize great potential for var-
ious kinds of electrical devices, such as electrodes, electrolytes,
and conductors. Moreover, recent research efforts on amor-
phous inorganics for advanced electrical materials are illu-
strated as follows.

6.1 Electrodes

Electrodes are important aspects of many electronic devices,
especially batteries, because they are directly involved in elec-
trochemical reactions.175 For electrode materials, inorganics
occupy many quantities in cathode and anode materials.
Among these inorganics, most of them are long-term ordering
crystalline structures, providing ionic migration paths. For

Fig. 7 (a) SEM imaging of natural nacre and amorphous artificial nacre. (b) Digital imaging of straining artificial nacre material. (c) Corresponding straining
curve. (d) Schematic illustration of the mechanism in the formation and straining performance of artificial nacre material. Copyright 2019, Elsevier.166 (e)
Displays of the elastic ceramic plastic, namely poly-(TA-CCO) in its formation and structural reversible snapshots. (f) HAADF-STEM imaging of the elastic
ceramic plastic, scale bar: 5 nm. Elemental S is distributed as red dots mapping. Inset: Corresponding electron diffraction pattern, scale bar: 3 nm�1. (i) 3D
cryo-electron tomography reconstruction of the solid poly-(TA-CCO) with red marked (organic partial poly-TA) and blue marked (inorganic partial
CaCO3), scale bar: 5 nm. (g) Magnified display of (i), scale bar: 5 nm. (h) Corresponding 3D CaCO3 network of (i), scale bar: 2 nm. Copyright 2023, Springer
Nature.172
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electrode materials, such as polyanion-type materials, their
ingenious crystalline provides a functional structure, but they
are limited by their low intrinsic electronic and ionic conduc-
tivities, limiting their power performance, which is essential for
electrodes.176 Amorphous inorganics provide an alternative
insight into the achievement of disordering structure, which
features isotropic ion diffusion routes and many vacant sites,
benefiting from fast ion diffusion and providing more ion
reaction sites. Accordingly, several represented advances in
amorphous are subsequently illustrated, persuading brand-
new candidates for electrode application.

6.1.1 Electrodes in lithium-ion batteries. In lithium-ion
batteries (LIB), the ingenious design of electrode materials for
anode and cathode is a potential strategy to enhance the
electrochemical performance of lithium-ion batteries.177 As
the primary part of LIBs, anode materials have attracted
increasing attention owing to their direct involvement in

electrochemical reactions, sequentially determining their per-
formance via their instinct higher capacity.15 Recently, amor-
phous inorganics have provided an alternative approach for the
enhancement of specific capacity. Because of the regulation of
non-crystalline states, several amorphous inorganics, such as
SnO2, TiO2, and GeOx, are utilized as high-performed anode
materials.178–180 According to Mou and colleagues, amorphous
SnO2 nanoparticles of exceptionally small sizes exhibit intrinsic
isotropy, which can reduce the electrochemical side effects
caused by the volume shift of SnO2 and facilitate the movement
of lithium ions through efficient percolation pathways
(Fig. 8a).178 According to the research by Xue and co-workers,
amorphous TiO2 possesses a high capacity for anode materials
in lithium-ion batteries (Fig. 8b).179

The amorphous TiO2 offers higher levels of pseudo-
capacitance contributions owing to the presence of titanium
vacancies and an open framework within their structures

Fig. 8 (a) 200 times cycling charge/discharge performance of amorphous SnO2, inset corresponding SEM imaging before and 200 times charges.
Copyright 2021, Elsevier.178 (b) Specific capacity of amorphous TiO2 in 1st, 2nd, and 3rd cycles. (c) and (d) Distinct atomic structure of TiO2 in its (c)
amorphous state and (d) crystalline state. Copyright 2023, Elsevier.179 (e) TEM of amorphous GeOx hollow spheres, insert: corresponding electron
diffraction. (f) Specific capacity of 50 times cycling of GeOx hollow spheres. Copyright 2016, The Royal Society of Chemistry.180 (g) TEM of amorphous
FePO4, insert corresponding element mapping. (h) Ashby plots of amorphous FePO4 and other cathode materials in the comparison between areal
current density and areal capacity. Reprinted from ref. X with permission from Copyright 2021, Elsevier.181
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(Fig. 8c and d). Moreover, amorphous GeOx hollow spheres
were prepared by Ma and collaborators, exhibiting exceptional
electrochemical performance of amorphous GeOx hollow
spheres attributed to their distinctive porous and hollow
nanostructures, as well as their uniform particle size distribu-
tion (Fig. 8e and f).180 This structure not only enhances the
specific capacity but also reduces pulverization issues, which
lead to particle aggregation, ultimately promoting rate capabil-
ities. As another part of the LIB, cathode materials were also
attempted as an alternative through amorphous inorganics. Mo
and co-workers illustrated one kind of mesoporous amorphous
FePO4 nanoparticles, which exhibited a high reversible capa-
city, ultra-high-rate capability, and outstanding cycle perfor-
mance (Fig. 8g and h).181

6.1.2 Electrodes in lithium–sulphur batteries. Amorphous
inorganics for electrode-related materials have been
investigated in recent years. For example, Gueon and co-
workers prepared an amorphous titanium suboxide (a-TiOx)
for the promotion of lithium polysulfide (LiPS) adsorption.182

Compared to crystalline TiO2, the adsorption of LiPS is
approximately 56% higher on the a-TiOx substrate. This
phenomenon contributes to the formation of particulate Li2S
on a-TiOx, presenting thermodynamically favourable diffusion
and clustering at the amorphous surface.

Moreover, alternative insights into the fabrication of a
sulphur hybrid amorphous matrix have been investigated in
Li–S batteries. Zhou and colleagues prepared one kind
of amorphous CoP (a-CoP), structurally interacting with poly-
sulfides with unsaturated Co atoms (Fig. 9a).183 Abundant
active interfaces of a-CoP improved polysulfide transformation,
which induces small energy barriers, leading to acceptable
volumetric expansion. Consequently, the a-CoP performs excel-
lently in high-rate capability, specific capacity and cycling
stability.

6.1.3 Interface in batteries. In recent hybrid solid/liquid
battery systems, the fragility of chemistry and electrochemistry
at the cathode/electrolyte interface (CEI) has typically been
proposed as a research problem. Fortunately, the cathode’s
surface modification has been demonstrated to be a successful
technique for stabilizing the cathode/electrolyte interface and
avoiding the development of defective and space-charge layers
to a certain extent.184 By depositing an amorphous CEI layer
in situ at the interface, the drawbacks of amorphous materials
can be significantly overcame owing to their remarkable struc-
ture compatibility and flexibility. Liang and colleagues intro-
duced an amorphous CEI buffer layer (LixBOyFz) between Ni-
rich cathodes and hybrid electrolytes (Fig. 9b–d). This amor-
phous CEI layer preserves high compatibility with the surface
structure, therefore leading to improved interfacial stability.185

Simultaneously, the solid/solid interface can effectively reduce
the space-charge layer through coordinated chemical poten-
tials, resulting in enhanced interfacial dynamics.

Inspired by ionic polymerization, Dong and co-workers
encapsulated the Fe2O3 into the amorphous LixPO4 layer.
Notably, LixPO4 ionic oligomer cross-linked at Fe2O3 to form
an amorphous LixPO4 layer through the TEA capping
strategy.186 Compared to other Fe2O3-based anode materials,
amorphous LixPO4 significantly offers the LIBs many benefits.
Although the refined hybrids exceed LixPO4 contents at 5%,
they perform a stably reversible capacity (B1100 mA h g�1 at
0.2 A g�1), a high-rate capability (B615 mA h g�1 at 20 A g�1),
and a remarkable cycling stability (B100% after 900 cycles at
0.5 A g�1).

6.2 Conductors

6.2.1 Semiconductors. The design of the amorphous inor-
ganic semiconductors has focused on improving their electrical
properties. In the early stage, many studies have revealed that

Fig. 9 (a) Long-term cycling charged/discharge performance of the amorphous CoP, inset is the TEM image of the amorphous CoP and corresponding
electron diffraction. Copyright 2021, Elsevier.183 (b) Scheme of amorphous LixBOyFz layer and its mechanism to facilitate ion transportation. (c) HRTEM of
amorphous LixBOyFz layer. (d) 200 times cycling at 0.5C of amorphous LixBOyFz layer-modified cathode. Copyright 2020, Wiley VCH.185 (e) Crystalline
structure of InO (left) InGaZnO4 (right), indicating a corner-sharing network structure. (f) Atomic structure of amorphous InGaZnO4 (a-IGZO) indicates an
edge-sharing network structure. (g) Green surfaces are conduction band minimum wave functions in a-IGZO. Copyright 2009, Wiley VCH.189
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amorphous structures cannot afford good electron mobility
compared with crystalline counterparts.

For example, the electron mobility of amorphous silicon
(a-Si, 2 cm2 V�1 s�1) significantly lowers the electron mobility of
crystalline silicon (c-Si, 1500 cm2 V�1 s�1).187 On the contrary,
amorphous metallic oxide-based materials have caused a
semiconductor-revolution since 2000 owing to their superior
charge transport properties, also known as carrier mobility with
a range of mB 1–100 cm2 V�1 s�1.188 Compared with crystalline
counterparts, amorphous metallic oxides demonstrate higher
electron mobilities, which is elucidated by the electronic struc-
ture depicted. The ionic nature of oxides plays a significant role
in this regard. In the limitation of amorphous silicon, their
chemical bonds, consisting of sp3 or p orbitals, possess strong
spatial directivities. In their study on amorphous InGaZnO4

(a-IGZO), Kamiya and colleagues found that the high electron
mobility in these materials can be attributed to the contribu-
tion of the conduction band minimum, which is primarily
composed of spherical s orbitals of metal cations (Fig. 9e–
g).189 Compared with crystalline InGaZnO4 (c-IGZO), amor-
phous structures depicted in Fig. 9g demonstrate that the metal
s orbitals of neighbouring atoms largely overlap with one
another, forming a conductive network.

6.2.2 Ionic conductors. Solid-state chemists and electro-
chemists have been striving to develop high-conductivity solid
electrolyte materials, as well as known ionic conductors. Amor-
phous inorganic materials offer an alternative achievement to
ionic conductors.190 According to Lei and his colleagues, amor-
phous Na2Si2O5 serves primarily as a conductor of Na+ ions,
with O2 and Si4+ ions contributing negligibly to ionic conduc-
tion. In contrast, the conductivity in crystalline Na2Si2O5 func-
tions as an electrical insulator.191 The preferred route for Na+

transportation in amorphous Na2Si2O5 occurs along the two-
dimensional channels created by the SiO4 tetrahedral layers.
The long-range disorder in amorphous Na2Si2O5 leads to cou-
lombic attraction between Na and O, promoting the conduction
of Na+ ions.

From this perspective, amorphous inorganics have great
potential in electric-relative materials. Compared with their
corresponding crystalline counterparts, the instinct orderliness
of amorphous structure provides numerous insights for the
novel designing of electrodes, such as high-rate capacity and
long-term cycling retention. In conductors, the conductivity can
be greatly promoted in amorphous oxides (e.g., amorphous
InGaZnO4),189 whereas their corresponding crystalline counter-
part exhibits a property of insulation. Therefore, the develop-
ment and cognation of amorphous inorganics are significant
for novel electrical materials.

7. Biomedical materials

The future of biomedical material development is promising
because it offers innovative solutions for clinical treatments. To
achieve high-performing functional biomedical materials, var-
ious efforts are being made, and amorphous inorganics present

an alternative approach to fabricating nanomedicines and
biominerals. Amorphous inorganics can control the structure
and morphology of materials and provide several advantages
for bio-functional applications. In this section, we introduce
recent findings on amorphous inorganics for their utilization
in biomedical materials.

7.1 Nanomedicine

Nanomedicine refers to the utilization of nanotechnology in the
field of biomedicine, encompassing drug delivery, therapeutics,
and diagnostics. The nanoscale features of nanomedicine
introduce several unique advantages, such as a large specific
surface area, modifiability, passive accumulation in the tumour
through enhanced permeability and retention effect, and pro-
longed circulation.43–46 The construction of novel nano- mate-
rials has emerged as a highly researched topic at the
interdisciplinary frontier of chemistry, material science, and
biomedical science. Amorphous inorganic precursors (e.g.,
nanoparticles and nanophases) possess both nanoscale struc-
tural features and potential applications in nanomedicine. This
section discusses recent efforts to utilize amorphous structures
for effective drug delivery, therapeutics, and diagnosis.

7.1.1 Drug delivery. Amorphous nanostructure presents a
large specific surface area and good solubility, acting as an
ideal nanocarrier. Amorphous calcium carbonate (ACC), a
typically conventional example, has been utilized as a vehicle
for drug delivery systems.192 Wang et al. obtained a high
aqueous unstable ACC-based advanced nanomedicine using a
surface locking/unlocking strategy, employing rapid drug
release in cancer cells (Fig. 10a).193 Moreover, with a modifica-
tion of physiological fatty acids, a hydrophobic locking shell
can be created on the surface of ACC, providing a straightfor-
ward path for isolating ACC from the exterior aqueous medium.
As fatty acids are favourable for bio-transportation and degra-
dation, ACC-based nanomedicine implemented this feature
in drug delivery to enable a locking/unlocking strategy, offering
an accessible method to achieve stimulate-responsive drug
delivery.194 Moreover, the instinct feature of pH responsiveness
implies that ACC can serve as an ideal drug delivery system, and
Xu and colleagues reported one kind of polyacrylic acid–stabi-
lized ACC for pH-responsive drug release to inhibit the
tumour.195

7.1.2 Therapeutics. As mentioned above, nanosystems are
applied as vehicles to deliver pharmic molecules to cure the
disease, whereas some amorphous inorganics can directly per-
form therapeutic efficacy, such as chemotherapy, immunother-
apy, and sonotherapy. Liu and co-workers fabricated one kind
of amorphous copper iron tellurite nanoparticles (a-CFT NPs),
performing catalytic cell-killing efficacy.196 The amorphous
structure allows the tumour to specifically release numerous
Cu+ ions, benefiting from the high-efficiency generation of
reactive oxygen species through an intracellular Fenton-like
reaction. Moreover, amorphous NiB@IrOx nanozymes were
fabricated by Wang and colleagues, presenting an efficient
catalytic reactivity for apoptosis–ferroptosis combination ther-
apy owing to the non-crystallized structure.45 In addition, Wang
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and co-workers utilized amorphous calcium carbonate nano-
particles as immunoadjuvants with enabling photosensitizer
indocyanine green (ICG), achieving a synergistic photoimmu-
notherapy for cancer treatment.197 Li and colleagues prepared
amorphous Fe-based nanocluster-coated mesoporous silica
nanoagents with ICG loading, synergistic achieving photother-
mal tumour ablation and oxidative stress amplification.198

Pariente and co-workers synthesized hybrid nanoparticles that
consist of amorphous TiO2, performing sono-responsive per-
formance for effective cell-killing efficacy of cancer.21

7.1.3 Diagnostics. As diagnostics, amorphous inorganics,
such as quantum dots, have been investigated in research
frontiers for bioactive nanomedical imaging. Compared with
nanocrystals, the amorphization of inorganic substances has
the potential to alter physical characteristics, such as band gap,
absorption coefficient, and refractive index, leading to potential
enhancements in imaging performance.199 Furthermore, amor-
phous Ag chalcogenide nanoparticles exhibit excellent near-

infrared fluorescence, photothermal, and photoacoustic
properties. Therefore, Zhao and co-workers provide one kind
of Ag2�xCuxS quantum dots, namely Ag2�xCuxS (a-Ag2�xCuxS)
QDs, which simultaneously integrate tuneable near-infrared
fluorophores and enhance photoacoustic imaging capabili-
ties.200 In this system, Cu doping in amorphous Ag2S QDs leads
to a red-shift of near-infrared fluorescence to the lowest
tissue absorption wavelength, which is known as the ‘‘first
bio-window’’ (B820 nm). A-Ag2�xCuxS QDs exhibited a
high photothermal conversion efficiency of 44.0%, benefiting
from photothermal and photoacoustic imaging in the bio-
window.

7.2 Hard tissue repairment

Hard tissue repairment is recognized as a complex and challen-
ging process. The process begins with the formation of a
hematoma (a localized swelling filled with blood) at the site
of the injury, which stimulates the recruitment of immune cells

Fig. 10 (a) Confocal imaging of ACC-based nanomedicine in their cellular internalization. Copyright 2017, The Royal Society of Chemistry.193 (b) 2D and
3D micro-CT photographs of CaP-PILP medicated osteoporotic bone within 0 and 12 weeks. Copyright 2019, Wiley VCH.46 (c) SEM and AFM images of
calcium phosphate ionic oligomers smeared on the surface of native acid-etched enamel and their repairment layer. Copyright 2019, AAAS.206 (d)
Schematic illustration from a gel-like melt to a remineralized layer on the dentin surface with a hybrid composition of calcium phosphate ionic oligomers
and collagens. (f) SEM image of the remineralized layer on the surface of the dentin. Copy-right 2022, Wiley-VCH.44
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and stem cells. These cells then differentiate into various types
of cells, including osteoblasts, which are responsible for the
formation of new bone tissue.201 Over time, osteoblasts lay
down new bone tissue, which helps to support and stabilize the
broken bone. As the bone continues to heal and regenerate, it
eventually becomes strong enough to withstand normal stres-
ses and strains.202 However, the process of bone repair can be
slow and may require medical intervention in some cases, such
as in the case of severe fractures or bone injuries. In these
cases, surgical intervention or the use of bone grafts or pros-
thetics may be necessary to aid in the healing and repair
processes.

In biomedical materials, the latest advancement utilization
for hard tissue engineering presents novel prospects for regen-
erative therapy. Among various synthetic approaches, amor-
phous polyphosphates (e.g., calcium phosphate) are
considerable inorganic supplements for integration with appro-
priate bio-active formulations.203 In biological systems, these
integrations can induce the proliferation and differentiation of
mesenchymal stem cells, turning a transition to osteogenic or
chondrogenic lineages via morphogenetic activity.204 The amor-
phous phosphates are delivered into the extracellular environ-
ments, promoting anabolic processes in bradytrophic tissues,
such as cartilage and mineralized bone. Other hard tissue
repair materials are polymer-induced liquid precursors (PILPs),
which typically consist of charged polymers and ultrasmall-
sized inorganic materials (e.g., calcium carbonate or calcium
phosphate), and are frequently utilized to mineralize collagen
fibers. This material could mimic the natural collagen-HAP
crystallization process.139 However, conventional PILPs are not
favourited in the high calcium/phosphorus concentration,
leading to poor stability for complete bone repairment. Our
group utilized the competitive effects of poly(acrylic acid)–
polyaspartic acid (PAA–PASP) to synergistically enhance the
stability of ultrahigh concentration and ultrasmall (B1 nm)
calcium phosphate polymer-induced liquid precursor (CaP-
PILP) preparations.46 Although the CaP-PILP produced from
this approach had a high viscosity, shear rheological experi-
ments demonstrated its ability to maintain high mobility and a
broad linear viscoelastic range. After the injection of CaP-PILP,
it was observed that CaP-PILP completely penetrated the inter-
ior of the osteoporotic bone model (Fig. 10b). This led to the
intramineralization of collagen fibres, which is similar to the
natural bone formation processes, resulting in the complete
repair of the osteoporotic bone. The biomechanical properties
of the bone repaired by CaP-PILP were comparable to those of
the natural bone.

Dental caries is a prevalent disease that significantly affects
human life by causing erosion and cavitation of tooth tissues,
ultimately leading to the loss of tooth tissue. The enamel,
which is the hardest biological tissue in the human body, is
particularly susceptible to dissolution by acids from food and
sugar metabolites. Regrettably, highly mineralized enamel can-
not be regenerated in a biological system.205 Despite attempts
by scientists to repair enamel through the use of biomaterials,
the complex and well-structured hydroxyapatite formation has

made it challenging to duplicate. Recently, our group reported
one kind of amorphous precursor, calcium phosphate ionic
oligomers, for enamel regenerative application.206 The study
involved the cross-linking of 1.5 � 0.3 nm diameter calcium
phosphate ionic oligomers on enamel, resulting in the produc-
tion of an amorphous calcium phosphate (ACP) layer
that coated the enamel surface. The integration of ACP
with the hydroxyapatite substrate produced an amorphous-
crystalline interface similar to that found in the natural
biomineral growth process. The hierarchical structure of
enamel was successfully reconstructed through an epitaxial
growth of hydroxyapatite that occurred spontaneously at the
interface of biomimetic saliva (Fig. 10c). This regeneration was
attributed to the amorphous–crystalline interface, which was
facilitated by cluster-based mineral growth. This regeneration
also restored the mechanical strength of the previously
damaged enamel.

Afterwards, our group reported a rapid in situ crosslinking
process of amorphous calcium phosphate oligomers (a-CPOs)
on collagen matrices, resulting in proficient reconstruction of
organic–inorganic interfaces and producing a biomimetic
hybrid repairment of dentin (Fig. 10d and f).44 Because of the
ability of inorganic ionic crosslinking, a-CPOs can be utilized to
repair damaged dentin that can rapidly penetrate the dentin
matrix, forming a dense and homogeneous calcium phos-
phate–collagen hybrid in 5 minutes. The resulting organic–
inorganic interface fully mimics natural dentin, leading to the
full restoration of previously damaged dentin to a healthy state.
This approach surpasses the available options in the current
dentin treatment.

In addition to amorphous calcium phosphate, another
alternative approach for dental repair is the use of amorphous
ceramic materials. For instance, Guo and his colleagues experi-
mented with amorphous ZrO2 as a new repairing agent. This
material forms a ceramic layer on damaged enamel under
conditions that are tolerable in the oral cavity. The research
shows that the resulting ZrO2 ceramic is amorphous, meaning
that it lacks grain boundaries and dislocations. This character-
istic gives repaired enamel similar mechanical properties to
natural enamel, such as a modulus of approximately 82.5 GPa
and a hardness of around 5.2 GPa.207

8. Catalytical materials

A long-sought goal of acquiring active catalysts has attracted
much attention in the research frontier of chemistry, chemical
engineering, and materials science. Inorganic materials pre-
serve great potential for advanced catalytic functions. Among
them, amorphous inorganic materials with numerous defects
and intrinsic structures have been broadly utilized as chemi-
cally active cores of solid catalysts, opening a new avenue for
seeking novel catalysts. Compared with their corresponding
crystalline counterparts, catalytic capability in amorphous
structures demonstrated a superior performance. In this sec-
tion, a brief introductive illustration is demonstrated, mainly
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covering these advanced catalysts for high-performance elec-
trocatalysis and photocatalysis.

8.1 Electrocatalyst

Electrocatalysis offers a sustainable route for producing various
substances, but its practical application is hindered by low
conversional efficiency.208 In addition to the chemical compo-
sition, recent studies have shown that atoms in nonequilibrium
or unsaturated coordinated environments, such as defects,
grain boundaries, and interfaces, exhibit enhanced electroca-
talytic activity.24–26,209 To better understand this phenomenon,
several concepts have been proposed, including defect engi-
neering, the effects of grain boundaries, and interfacial engi-
neering. The disordered atomic arrangement and its
consequent non-equilibrium ligand field considerably influ-
ence the electronic structure of the atoms involved, leading to
the governed adsorption and desorption of electrocatalytic
intermediate products.209 Based on this mechanism, the con-
cept of amorphous-induced electrocatalytic enhancement
(AIEE) is introduced.210 Combined with AIEE, amorphous
inorganics such as metal, alloy, and oxide proceed with
advanced electrocatalysis of hydrogen evolution reaction
(HER), oxygen evolution reaction (OER),211 and nitrogen
reduction reaction (NRR) are illustrated as follows.

8.1.1 Hydrogen evolution reaction. Hydrogen generation
from water splitting has been identified as a crucial source of
clean and renewable energy, representing a viable alternative to
fossil fuels for sustainable energy usage in the future. Owing to
the vacant structure or partially occupied d-orbitals, amor-
phous metals and alloys exhibit high activity towards the
hydrogen evolution reaction (HER).212 In recent years, the
electrocatalytic investigation of amorphous metals and alloys
has led to significant advancements in this field. Hydrogen
evolution from water splitting is considered an important
renewable clean energy source and alternative to fossil fuels
for future energy sustainability. Amorphous metal oxide pre-
sents an alternative electrocatalytic effect of HER. For instance,
amorphous CoMoO4 grown on the Ti substrate (a-CoMoO4/Ti)
via a two-step hydrothermal route.213 The a-CoMoO4/Ti
achieved an overpotential of 243 mV at 100 mA cm�2 in
1 M KOH.

Metallic phosphides are praised as Pt-liked catalysts;105

meanwhile, their amorphous counterparts exhibit exceeding
activity of HER reaction.214 Owing to their various atomic
configurations, amorphous metallic phosphide displayed a
different electron structure with numerous defects and unsa-
turated sites, leading to a smaller Tafel slope. For instance,
Zhang and colleagues prepared one kind of amorphous CoP3

nanowires. Compared with crystalline CoP3, the amorphous
CoP3 exhibited higher electrocatalytic activities with a smaller
Tafel slope of 47 mV dec�1.215 This is because the binding
energies of P 2p3/2 and Co 2p3/2 orbits in amorphous CoP3

shifted with values of 0.8 eV and �0.9 eV, respectively, indicat-
ing a less electron transfer between P and Co atoms. Accord-
ingly, the electron transfer DG* of Co was profitably optimized,
and the H2 desorption was promoted, which accelerated HER

kinetics thereafter. Furthermore, amorphous NiCoP electroca-
talysts, another kind of electrocatalyst, have been extensively
investigated to promote HER performance through a bimetallic
design. Wu and coworkers found that amorphous Ni0.51Co0.49P
is a promising candidate for HER because it exhibits a
Tafel slope of 43 mV dec�1 in alkaline electrolytes.216 In
general, amorphous metallic phosphides provide insights for
amorphous-induced functional enhancement and demonstrate
that their performance is related to their regulation in amor-
phous structures, such as the design of multicomponents.

8.1.2 Oxygen evolution reaction. Compared to crystalline
materials, amorphous inorganics are more prone to defects,
which can often serve as catalytically active sites playing a
critical role in the OER process.217 Among electrocatalytic
OERs, metal oxides are the most extensively studied examples.
Amorphous metals also provide outstanding candidates for
effective OER. Li and colleagues developed a method for
synthesizing numerous amorphous metals and alloy
nanosheets with a thickness of less than 10 nm (Fig. 11a–
c).154 Through this approach, they also successfully prepared
several other bimetallic and trimetallic nanosheets with a
flawless homogeneity of elements, such as the amorphous IrFe

Fig. 11 (a) Schematic illustration of a novel methodology that can gen-
erate numerous amorphous metal nanosheets. (b) HETEM image of Ir
nanosheets, with inset corresponding to electron diffraction. (c) The left
axis side represents the overpotential distribution in different samples at 10
mA cm�2, and the right axis side represents the mass activity at 1.53 V.
Copyright 2019, Springer Nature.154 (d) SEM of IrOx nanosheets; inset:
corresponding electron and X-ray diffraction. (e) Overpotential (left side) at
and mass activity at 1.55 V, i-iii represent mesoporous IrOx@150 1C,
mesoporous IrO2@400 1C and (iii) commercial IrO2 catalysts, respectively.
Copyright 2019, Elsevier.219
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NSs, RhNi NSs, RuNi NSs, and IrRhRu NSs. Their method
presents a simple and effective way of synthesizing amorphous
bimetallic NSs. The synthesis of amorphous bimetallic and
trimetallic nanosheets offers promising potential for creating
exceptional catalysts, such as OER catalysts. Mukherjee and
colleagues discovered that the amorphous Ni-Pt alloy outper-
forms the crystalline alloy, demonstrating the superiority of
amorphous materials over their crystalline counterparts in the
process of electrocatalysis.218 Afterwards, they revealed that the
mechanism of OER for amorphous Ni–Co alloy in an alkaline
solution promotes high overpotential.

Moreover, amorphous oxides and hydroxides have recog-
nized their significant contribution to the OER process. For
example, Iridium-based oxides are promising electrocatalysts
for OER. Yamachi et al. synthesized amorphous IrOx

nanosheets, which demonstrated considerable catalytic activity
and stability under both acidic and basic conditions (Fig. 11d
and e), rendering them comparable to commercial OER
electrocatalysts.219 The performance of the OER catalyst can
be enhanced through the doping of metal elements. The
interfacial engineering of composite materials and metals,
along with doping, can improve the charge transfer of materials
and increase the active site of the interface, ultimately facilitat-
ing a more efficient OER catalyst. Liu et al. electrodeposited an
ultra-fine amorphous FeOOH film onto V-doped NiS NWs using
nickel foam as the substrate (eFe/NiVS/NF), exposing numerous
active sites and exhibiting robust OER activity.220

8.1.3 Nitrogen reduction reaction. NRR is a chemical reac-
tion that aims to produce NH3 originating from N2, providing a
clean and energy-saving solution in modern society. However,
the development to optimize the NH3 production rate is hin-
dered by the chemical insertion of N2. In the periodic table,
active elements mainly exist as transition metals (d-orbital
catalysts), benefiting the reaction of HER or OER, whereas it
is difficult to activate the N2 molecule because of the ultra-low
proton and electron affinities of N2. In contrast, the elements in
the main group metals might have catalytic activity because of
their distribution of s or p valence electrons, and it is difficult to
tune during complex reactions similar to d-orbital catalysts.221

As the last element of the VA group, Bi (6s26p3) is hindered in
catalytical investigation owing to the hard modulation of
oxidation states and the identification of the active
phase.222 To address this issue, Guo and colleagues recently
discovered that the amorphization on BiOx provides a selec-
tive electrochemical catalysis for N2 reduction and NH3

production. Owing to the amorphization, BiOx has numerous
defects, displaying distinct Bi2+ and Bi+ oxidation states.
These oxidation states fill the 6p orbitals, leading to an
improved NRR activity of Bi atoms and partially inhibiting
the competing reaction of HER. Thus, compared to d-orbital
catalysts, this electrocatalyst performs a totally different
behaviour for effective NRR and expands cognition into the
design of novel catalysts through amorphized strategy.65

These ingenious modes for electro-catalytical application
proclaim that the amorphization of inorganics can act as
candidates for electrocatalysis. The disordered atomic

arrangement favours efficient catalysis, whereas their cataly-
tic mechanism still needs more investigation.

8.2 Photocatalyst

Photocatalysis is a highly desirable and environmentally
friendly technology that is both sustainable and abundant.
The performance of photocatalysis is primarily governed by
the topological configuration of the photocatalyst.23 Thus, a
high specific surface area, superior crystallinity, and the
presence of heterogeneous facets are vital factors necessary
for achieving high photocatalytic efficiency. In contrast to bulk
single photocatalysts, amorphous inorganics are high potential
photocatalysts owing to their chemical homogeneity.223 Nota-
bly, amorphous structures lack grain boundaries, dislocations,
or other imperfections that could induce chemical corrosion.
This facilitates the formation of a protective layer that impedes
ionic transport, eventually resulting in enhanced corrosion
resistance.

A novel microporous amorphous-ZnO@TiO2 heterostructure
was created by Guo and colleagues, featuring outstanding
attributes, such as high surface area (336 m2 g�1), superior
mobility of charge carriers, and increased photocatalytic
efficiency.224 In a related work, Bai and colleagues confirmed
that amorphous manganese oxides (a-MnOx) demonstrated
superior photoinduced ORR/OER bifunctional catalytic perfor-
mance compared to crystalline manganese catalysts owing to
the high defect state of a-MnOx with surface-exposed catalytic
active sites and abundant edge active sites.225 Hence, amor-
phous inorganics are promising materials for utilization in
photocatalysis reactions and photoconversion devices.

9. Summary and perspective

In this minireview, we summarized the progress of amorphous
inorganics, focusing on their species, atomic structures, typical
properties, and applications. Owing to their unique chemical
composition and non-crystalline structures, amorphous inor-
ganic materials possess distinctive characteristics, such as
strength, specific area, conductivity, and electrochemical
capabilities, which present promising potential for various
applications in various areas, such as mechanical, electrical,
biomedical, and catalytic utilization. Although notable accom-
plishments have been made in the field of amorphous
inorganics, the scope for further development is still a signifi-
cant task. Our insights and proposed pieces of advice are
listed below.

(1) The discovery of seeking more amorphous inorganics is a
long-sought goal. The pursuit of more amorphous inorganic
materials represents an exciting area of chemistry research with
promising applications in a range of fields. The atomically
structural difference between amorphous inorganics and their
crystalline counterparts exhibits a distinction in their proper-
ties. By exploring the unique properties of amorphous inor-
ganics, we can find more opportunities for mechanical,
electrical, biomedical, catalytic, and beyond.
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(2) The methodologies and techniques used to reveal the
radical density function vastly depend on high-energy X-ray and
neutron diffraction via synchrotron radiation photoelectron
spectroscopy, which is difficult to access. In recent advance-
ments, Ag and Mo have been utilized as high-energy X-ray
sources to investigate amorphous materials, providing accessi-
bility in the laboratory, yet they still need expansion. Moreover,
the equipment that can achieve in situ analysis of amorphous
materials is considerably necessary. Knowledge of localized
changes in amorphization, straining, conductivity, and other
spatiotemporal resolutions is still a challenge that requires the
development of novel techniques.

(3) Recently, several strategies have promoted brand-new
approaches for the construction of amorphous mechanical
materials. For instance, the research, which introduced
triethylamine (TEA) as the end-capper of ionic oligomers, can
stabilize the oligomeric clusters and drive ionic oligomer cross-
linking into amorphous solids with controllable synthetic
routines from atomic scale to bulk range.54 For another,
amorphous particles can fuse under high pressure, forming
an amorphous monolith with a hardness almost exceeding the
corresponding single crystal.95 These findings indicate that
various inorganic amorphous solids still need expansion,
revealing many possibilities for the preparation of new
mechanical materials.

(4) As a typical electrical material, amorphous inorganics
demonstrate distinct electrochemical performance compared
with their crystalline counterparts. The conductivity of amor-
phous metallic oxides can be regulated via amorphization,
favouriting the composed spherical s orbitals of metal cations.
Moreover, high power density is the evaluated Li+ ion battery
dominated by the performance of cathode materials, whereas
commercial products are crystalline electrical materials, such
as LiFePO4 and NCM. According to their atomic structure, long-
range orderliness may not be a limitation of amorphous
cathode materials. The rational design of amorphous electrode
materials might pave the way for the development of high-
performance batteries.

(5) Concerning biomedical utilization, amorphous inorgan-
ics promisingly provide candidates for bone regeneration and
dental repairment. However, these hard-tissue repairments are
complicated processes hindered by a theoretical understanding
of the osteogenesis mechanism. The deep cognation of biomi-
neralization is crucial to investigate, especially in its orderly
self-assembly, which has great research value. Furthermore,
their impacts need to be refined and optimized by considering
their long-term effects on immunity and neuro.

(6) Despite the impressive performance of amorphous inor-
ganics in catalytic applications, their catalytic activity and
stability remain unknown because of their intricate atomic
and electronic structures. To facilitate the development
of high-performed catalysts, the observation of in situ charac-
terization technologies and theoretical calculations on
amorphous structures should be dedicated to illuminating
both the catalytic sites and mechanisms of amorphous
nanocatalysts.
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