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The low carrier mobility in conventional two-dimensional materials limits their thermoelectric (TE)
applications due to high “density of scatterings”. Electrene, a new type of two-dimensional material has
spatially interstitial electrons. These loosely bound electrons with a longer carrier—lattice distance
undergo a weaker lattice perturbation, resulting in a higher mobility. Here, we systematically study the
effect of loosely bound electrons, electron—phonon interaction, and spin orbital interaction on the TE
properties of an electrene, Hfl,, via first-principles calculations. We found that the p-type Seebeck coef-
ficient is relatively large compared with those of other 2D materials with small effective mass. The larger
hole relaxation time of Hfl, results in high p-type electrical conductivity and power factor compared
with n-type ones. It is found that the spin-orbital interaction splits the spin-degenerate bands near the
Fermi level inducing a decrease of the bandgap and an increase of electrical conductivity. The electron—
phonon interaction also affects the phonon transport which decreases the lattice thermal conductivity

Received 10th May 2024, by 16% under the n-type doping. Overall, our high-fidelity calculations show that the maximum ZT value

Accepted 5th August 2024 of Hfl, reaches 1.12 at a temperature of 1200 K under p-type doping. Our work provides a physical
picture of the effects of loosely bound electrons and their interaction with phonons and orbitals on ther-

moelectric properties, providing suggestions for further design of high-performance 2D thermoelectric
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1 Introduction

Thermoelectric materials are promising for the conversion
between heat and electricity in a clean and quiet way leveraging
the transport by inside electrons and phonons in solids with no
mechanical part like pistons and turbines.™* The thermoelec-
tric energy conversion efficiency is usually evaluated using the
figure of merit, ZT (= S°6T/(i; + k.)), where S is the Seebeck
coefficient, o is the electrical conductivity, T is the temperature,
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Ke is the electron thermal conductivity and x; is the lattice
thermal conductivity.>® Ideal thermoelectric materials are
usually narrow bandgap semiconductors with higher ¢ and
low « at the same time.>°® Two-dimensional (2D) thermoelectric
materials are particularly suitable for wearable devices due to
their flexible monolayer structure, which will supply electric
power for other carried equipment.”® However, the ¢ of 2D
materials is usually lower compared with those of bulk struc-
tures because of the lower carrier mobility (1) induced by a
higher “density of scatterings”.” The electron density of states
(DOS) is higher for 2D materials (D(E) = constant) compared
with the 3D case (D(E) oc E'?).'*'' More phonons in a low
energy range also increase the “density of scatterings”. Besides,
the lattice thermal conductivity of 2D materials without inter-
layer interaction is wusually higher than that of bulk
materials.""® Thus, 2D semiconductors with high mobility
and low thermal conductivity are favorable for thermoelectric
applications.

The high carrier mobility and high Seebeck coefficient,
unfortunately, seldom simultaneously coexist in a common
individual material as a high S generally requires a large band
effective mass or a small band curvature, but a high mobility

This journal is © The Royal Society of Chemistry 2024


https://orcid.org/0000-0002-3921-1900
https://orcid.org/0000-0003-0578-2868
https://orcid.org/0000-0002-5505-7616
https://orcid.org/0000-0002-1581-5806
https://orcid.org/0000-0001-8448-2622
https://orcid.org/0000-0001-6198-5753
http://crossmark.crossref.org/dialog/?doi=10.1039/d4tc01927j&domain=pdf&date_stamp=2024-08-16
https://doi.org/10.1039/d4tc01927j
https://doi.org/10.1039/d4tc01927j
https://rsc.li/materials-c
https://doi.org/10.1039/d4tc01927j
https://pubs.rsc.org/en/journals/journal/TC
https://pubs.rsc.org/en/journals/journal/TC?issueid=TC012036

Published on 16 1403. Downloaded on 10/12/1404 01:59:13 ..

Paper

requires a small band effective mass.'* Recently, Zhang et al.
found that several 2D structures including HfI, and ZrI, with a
narrow bandgap exhibit a carrier mobility greater than
4000 cm® V! s7! (the mobility of bulk Silicon is around
1400 cm?® V! s71).** For Hfl, and Zrl, with a MoS,-like
structure (2H phase), there are excess electrons by checking
the oxidation states (Hf and Zr: +4, I: —1) and these electrons
are neither close to metal nor to halogen atoms but are
distributed at the geometric center of hexagons.'® Such a new
type of 2D material with loosely bound electrons is also named
electrene.””"® The interstitial electrons in the HfI,-type struc-
tures undergo a weak lattice perturbation, resulting in a signifi-
cantly high hole mobility. In addition, these interstitial
electrons behave like quantum dots, of which the electron
DOS should exhibit a sharp peak.’® The Seebeck coefficient is
relatively high because of the large energy derivative of the DOS
according to the formula of the Seebeck coefficient from the
Boltzmann transport equation (BTE).>

The higher lattice thermal conductivity of 2D materials is
another shortcoming for achieving high thermoelectric energy
conversion efficiency. The reported «; of another 2D electrene,
Zrl,, with only three-phonon (3ph) interactions is around
20.3 W m~ " K" at room temperature.”’ The large atomic
weight of Hf in the HfI, structure will ensure a much lower
lattice thermal conductivity compared with that of Zrl,.
Besides, the interstitial electrons also affect the phonon trans-
port. The electron-phonon scattering decreases k; in structures
like silicene and phosphorene.”” Furthermore, Kim et al.
reported that the cage structure 12CaO-7Al,0;, a zero-
dimensional (0D) electride with anionic electrons in the cage
center, exhibits the characteristic of phonon glass and electron
crystal (PGEC).>* The concept of PGEC is a well-known strategy
for the design of high-performance thermoelectric materials
due to the coexistence of high ¢ and low x.>4 2D Hfl, with
localized interstitial electrons is also a 0D electride according to
the definition.?® Overall, the 2D electrene, Hfl,, may have high
S, o and low x,, favorable for the TE applications in flexible
nanodevices. Currently, the electrene HfI, has not been synthe-
sized experimentally. But the electride structures like Ca,N and
Y,C are synthesized and remain stable under the atmosphere of
inert gases.”®?” The 2D structures like black phosphorene are
also synthesized and kept stably under the protection of inert
BN in experiments.”® Theoretical investigations on the thermo-
electric properties will motivate experimental researchers to
prepare electrene samples and examine their performance.

Here, we studied the thermoelectric properties of a 2D HfI,
structure with fully considering the effects of loosely bound
electrons, spin-orbital interaction (SOI), and electron-phonon
interaction (EPI). Our calculated results show that the p-type
Seebeck coefficient is relatively high compared with those of
some other high mobility 2D materials due to a high DOS peak
at the valence band. The spin splitting induced by the SOI
slightly decreases the bandgap and increases the carrier relaxa-
tion time. The maximum hole relaxation time reaches 0.7 ps,
significantly higher than that of electrons due to the weaker
lattice perturbation on charge states of the valence band
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maximum (VBM). The p-type ¢ is also higher than the n-type
value consistent with the higher hole relaxation time. The
phonon relaxation time contributed by the electron-phonon
scattering under electron doping is even smaller than that of
the three-phonon scattering in a low phonon frequency range.
As a result, x; decreases from 7.80 to 6.58 W m ' K™ ! at an
electron doping concentration of 10" ecm™2. Our investigation
helps to gain a better understanding about the effect of inter-
stitial electrons on the thermoelectric properties of this 2D
electrene system.

2 Computational methodology

We implemented the calculations based on density functional
theory (DFT) to obtain the relaxed geometric structure and
the electron band structure using the Quantum Espresso
(QE) package.?® The Perdew-Burke-Ernzerhof (PBE) functional
is adopted to approximate the exchange-correlation of
electrons.’® The behavior of core electrons is approximated
using norm-conserving pseudopotentials.®® The spin-orbital
interaction needs to be considered for the structures with
heavy elements to obtain a more accurate electronic band
structure.’>** We utilized the Heyd-Scuseria-Ernzerhof
(HSE06) hybrid functional,** together with the SOI to calculate
the electron band structure. The calculations of electron loca-
lization function and partial charge density are carried out
using the Vienna ab initio simulation package (VASP).>*> The
phonon properties are calculated based on the density func-
tional perturbation theory (DFPT)*® implemented using the
ph.x code in the QE package.

To accurately evaluate the thermoelectric properties of the
electrene structure, we need to calculate the carrier relaxation
time from EPI. The electron and phonon transports are coupled
due to the EPI, and the relaxation times of electrons (z.) and
phonons (c§") obtained from the EPI provide an effective way to
decouple the electron and phonon transport behavior.*”*® The
7. results from the EPI are significantly different from the
constant one calculated based on deformation potential theory
because 1. is not a constant value but varies with the chemical
potential.®® The investigation of the EPI for the 2D Hfl,
structures will contribute to providing more accurate 7. and
2" results, thereby revealing the effect of anionic electrons on
the thermoelectric transport behavior. The EPI is investigated
utilizing the electron-phonon Wannier (EPW) method based
on the calculated electron and phonon properties.*® The Froh-
lich interaction is included to obtain a more accurate electron-
phonon interaction and carrier relaxation time.*' Then, the
electrical conductivity, Seebeck coefficient, and electron ther-
mal conductivity are calculated by solving the electron BTE with
the BoltzTraP2 code®® using the electron relaxation time
obtained from EPW. The phonon BTE is solved to obtain the
lattice thermal conductivity utilizing the ShengBTE code.** The
detailed parameters like cut-off energy and the k-point mesh
are listed in the ESI.{ In addition, the lattice thermal conduc-
tivity under the effect of EPI is evaluated by the following
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equation using the phonon group velocity (v), 7t" and frequen-
cies (w):

K“ﬂ:LZha) %\w vy )
VTN e T

where / is the phonon mode, nj is the Bose-Einstein distribu-
tion function, and 5" includes the interaction of three-phonon
(3ph) (3P") and electron-phonon (5 P") following the

Matthiessen’s rule:

L1, o)
,L_Eh Tiph le—ph
3P" and 7§"P" are obtained from the output of ShengBTE

and EPW, respectively.

3 Results and discussion
3.1 Electron and phonon properties

We firstly evaluated the structural stability by checking the
phonon band structure and lattice vibration in the ab initio
molecular dynamics (AIMD) simulation process. There are no
imaginary phonon frequencies inside the phonon band struc-
ture as shown in Fig. 1a, indicating that the atoms in 2D HfI,
are in the lowest positions of the potential energy surface. The
highest phonon frequency is only 185 cm™" (5.55 THz) because
of the large atomic weight of the Hf and I elements. There is a
small frequency gap between the acoustic and optical phonons,
which will not strongly block the three-phonon interaction
between these phonon modes. So, the four-phonon interaction
will not influence the phonon transport significantly. Both the
low maximum phonon frequency and small frequency gap
should lead to a low x;. 2D HfI, is still stable at a temperature
of 1200 K as the energy curve does not diverge after 8000 fs in
AIMD simulations and the structure does not collapse as shown
in Fig. 1b-d. Hence, the 2D HfI, structure should exist stably if
synthesized successfully in the laboratory. The high tempera-
ture stability enables HfI, to work in a high temperature
environment.

The electronic band structures are the basis for further
investigation of the electron transport properties. We calculate
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the electron and phonon properties based on the optimized
monolayer structure with a lattice parameter of 3.77 A. The
bandgap reaches 0.77 eV when calculating with the PBE func-
tional as shown in Fig. 2a. The DOS peak of the valence band
around —1 eV is quite sharp as shown in Fig. 2b, which
enhances the imbalance of DOS below and above the Fermi
level under p-type doping. Then, the p-type Seebeck coefficient
will be relatively large compared with those of other structures
with small effective mass and small energy derivative of DOS
near the band edges. The DOS near the CBM also changes
rapidly with energy (large slope), indicating a high n-type
Seebeck coefficient. The SOI leads to the splitting of spin
degenerate bands near the VBM and the conduction band
minimum (CBM), then the DOS at these band edges gets
smaller. The bandgap value increases to 1.02 eV using the
HSEO06 functional together with SOI (HSE + SOI), close to the
reported value.'® Such a bandgap value will meet the require-
ments of narrow-bandgap semiconductors for thermoelectric
applications.

The electron localization function (ELF) and charge density
help to visualize the electronic structure more clearly. There are
electrons distributed at the geometric center of the hexagon as
shown in the ELF results in Fig. 2c, which indicates that the
electrene HfI, is a 0D electride. The interstitial electrons are the
intrinsic reasons for the sharp DOS peak near the VBM. The
perturbation on the interstitial electrons from the lattice vibra-
tion is weaker compared with that on electrons close to the
atoms due to the longer carrier-lattice distance. The VBM is
occupied by the interstitial electrons as indicated by the
decomposed charge density in Fig. 2d. Hence, the hole will
transport much more easily, consistent with the large curvature
of the highest valence band (small effective mass) and the
reported high hole mobility results.'

3.2 Electron transport properties

We studied the EPI and obtained the carrier relaxation time
based on the calculated electron and phonon band structures,
as shown in Fig. 3a. The Frohlich interaction greatly decreases
the hole relaxation time near the VBM as shown in Fig. Sla
(ESIT), which indicates that the interstitial charge is quite
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Fig. 1 (a) The phonon band structure of Hfl,. (b) The variation of total energy from the ab initio molecular dynamics (AIMD) simulations at temperatures
of 900, 1000 and 1200 K. (c) and (d) The top and side views of the structure during the AIMD simulation process at 1200 K.

14498 | U Mater. Chem. C, 2024, 12, 14496-14504

This journal is © The Royal Society of Chemistry 2024


https://doi.org/10.1039/d4tc01927j

Published on 16 1403. Downloaded on 10/12/1404 01:59:13 ..

View Article Online

Paper Journal of Materials Chemistry C

Energy (eV)

ro
DOS (states/eV)
Fig. 2 (a) The electronic band structure calculated using the PBE functional, the PBE functional with SOI (PBE + SOI) and the HSEO6 functional with SOI

(HSE + SOI). (b) The total electron density of states corresponding to the band structure. (c) The electron localization function (ELF) with an isosurface
value of 0.6. (d) The decomposed charge density of the highest valence band at the high-symmetry point K (an isosurface value of 1.0 x 1072 e A73).
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Fig. 3 (a) The electron relaxation time corresponding to different electron band structures. (b)—(d) The absolute value of the Seebeck coefficient,
electrical conductivity and power factor corresponding to different band structures. The solid and dashed lines are these properties under p-type and n-
type doping, respectively.

sensitive to the macroscopic electric field induced by long- regardless of whether the Frohlich interaction is included or
itudinal optical (LO) phonons.*' Contrary to the holes, the not. 1. near the VBM is reasonably higher than the value near
relaxation time of electrons near the CBM is almost the same the CBM because the interstitial charge near the VBM

This journal is © The Royal Society of Chemistry 2024 J. Mater. Chem. C, 2024, 12, 14496-14504 | 14499
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undergoes a weaker lattice perturbation. The 1. near the VBM of
HSE + SOI is almost the same compared with the value of PBE +
SOI, although the electron bandgap calculated by the hybrid
functional is larger (see Fig. 2). The hole mobility of 2D HfI,
reaches 4854 cm® V™' s7' close to the published value
(4782 cm® V™' s7') as shown in Fig. S1b (ESIY), indicating that
our calculations are reasonable.

Then, the electron BTE is solved based on the energy
dependent carrier relaxation time. The carrier concentration
is evaluated based on the rigid band approximation, which
means the doping does not change the electron band structure
strongly.*” The transport properties at a smaller doping concen-
tration are closer to the actual results. The transport properties
for the 2H phase hexagonal HfI, structure are isotropic in-
plane. Hence, there are no direction dependent values. The
Seebeck coefficient value under p-type doping is around
300 pv K ' at a carrier concentration of 10> ecm™? under the
PBE functional as shown in Fig. 3b, which is higher than the
values of some other high mobility 2D materials like BSb.** The
high S value under p-type doping is closely related to the VBM
states occupied by interstitial electrons with a relatively sharp
DOS peak. The S value under n-type doping is even higher due
to the rapid change of DOS near the CBM. The SOI decreases
the DOS near the VBM and the CBM due to the band splitting
and the Seebeck coefficient value with SOI gets smaller than the
value with only PBE as a result. The Seebeck coefficient under
the hybrid functional is close to that under the PBE functional
as the 0.77 eV bandgap of the PBE functional is already large
enough to maintain the imbalance of charge carriers below and
above the Fermi level. Unlike the Seebeck coefficient, the
electrical conductivity is dominated by t.. The p-type ¢ is much
higher than the n-type one as shown in Fig. 3c, consistent with
the higher 7. near the VBM. ¢ calculated by HSE + SOI is also
close to that calculated by PBE + SOI due to similar t.. The n-
type Seebeck coefficients and electrical conductivity exhibit
similar trends, i.e. SOI leads to a smaller Seebeck coefficient
and larger electrical conductivity as shown in Fig. S2a and b
(ESIY).

The power factor under p-type doping is much higher than
that under n-type dominated by the higher p-type ¢ as shown in
Fig. 3d. The PF values with SOI are higher than those without
SOI, consistent with the larger electron relaxation time and
electrical conductivity calculated using PBE + SOI and HSE +
SOI. We also notice that the carrier concentration with peak PF
value gets larger as the electrical conductivity gets smaller. With
the full consideration of the EPI, SOI and hybrid functional, the
maximum PF of Hfl, reaches 6.72 mW m ' K > under p-type
doping at 300 K, while the corresponding n-type value is only
1.00 mW m~" K2 (Fig. S2c, ESI¥). The carrier relaxation time
has the greatest impact on the power factor values. The larger n-
type Seebeck coefficient does not compensate for the small
electrical conductivity which is mainly determined by the
carrier relaxation time. The n-type PF value is much smaller
than the p-type one as a result. We also calculated the electron
band structure, ELF, carrier relaxation time, and p-type power
factor of ZrI, for comparison. The electron properties of ZrI, are
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similar to those of HfI,. Only the hole relaxation time and p-
type power factor are slightly higher than the values of HfI, as
shown in Fig. S3 (ESIt). The p-type PF value of HfI, is obviously
higher than the values of 2D transition metal dichalcogenides
(TMDCs) with MoS,-like structures.”® For example, the experi-
mentally measured PF of PtSe, is only 0.245 mW m™"' K ?,
highest among the reported PF values of TMDCs.*® The electron
thermal conductivity in Fig. S2d and S4 (ESIY) is proportional to
the electrical conductivity according to the Wiedemann-Franz

law.*”

3.3 Phonon transport properties

The lattice thermal conductivity is another key factor for the
thermoelectric properties, and is mainly determined by the
phonon properties. From the calculated intermediate proper-
ties, the group velocity (vy) of low-frequency phonons, or
acoustic phonons, is obviously larger than that of high-
frequency optical phonons, as shown in Fig. 4a. The Griineisen
parameters (y) of low frequency phonons are quite large indi-
cating a stronger lattice anharmonicity as shown in Fig. 4b. The
lattice with a stronger anharmonicity usually exhibits lower
thermal conductivity.*®*® The loosely bound charge as indi-
cated in Fig. 2d will soften the phonon modes and enhance the
phonon anharmonicity, thereby decreasing the «;. Overall, the
acoustic phonons will have a more dominant effect on the
lattice thermal conductivity.

In the doped semiconductors, the phonons will interact with
both other phonons and electrons. The phonon-phonon inter-
action is usually dominated by the three-phonon interaction
(3ph) if the frequency gap between the acoustic and optical
modes is not large enough.>® The lattice thermal conductivity of
HfI, reaches 7.80 W m~* K™* at 300 K if only the second and
third order force constants are considered. The room tempera-
ture k; of HfI, is reasonably lower than the value of Zrl,,
20.30 W m~* K ',*! due to the heavier atomic weight of the
Hf element. Limited by the higher lattice thermal conductivity,
the final figure of merit of ZrI, will not be superior to HfI, as
the power factor values of these two structures are similar. We
notice the phonon scattering rate of the electron-phonon
interaction under electron doping is even larger than that of
the 3ph interaction for the phonon modes with frequencies
around 50 cm ' as shown in Fig. 4c. The electron doping will
scatter the phonons and enhance the phonon scattering rate
due to the enhanced electron-phonon interaction by the high
DOS near the CBM. Hence, the effect of EPI on the phonon
transport should not be neglected especially under electron
doping. The phonon scattering rate of 3ph and electron-
phonon interaction is summed using the Matthiessen’s rule.
With the phonon frequencies, group velocity, and relaxation
time from 3ph and EPI, we further calculate the lattice
thermal conductivity with the contribution from EPI under
electron doping. The electron doping with a concentration of
10" cm™? decreases the lattice thermal conductivity by
1.22 W m™' K at room temperature as shown in the cumu-
lative «; in Fig. 4d. Contrary to the electron doping, the hole
doping hardly affects the phonon scattering rate as shown in

This journal is © The Royal Society of Chemistry 2024
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Fig. 4 (a) The phonon group velocity, (b) the Grlneisen parameter, (c) the phonon scattering rate contributed by 3ph and electron—phonon interactions
at an electron concentration of 10%* cm™2 (e—ph(10** cm™2)), and (d) the cumulative lattice thermal conductivity with only the 3ph interaction and both

3ph and e—ph interactions.

Fig. S5 (ESIt) as the interstitial electrons induce a weak hole-
phonon interaction.

3.4 Thermoelectric figure of merit

We also investigated the temperature effect on the electron-
phonon and phonon-phonon interaction to evaluate the ZT.
The lattice perturbation on the electron becomes stronger at
higher temperature; then the electron relaxation time calcu-
lated by HSE + SOI gradually decreases as a result (see Fig. 5a).
The hole mobility also decreases with the increasing tempera-
ture in an exponential trend as shown in Fig. S6a (ESIt).
Contrary to the decreasing electron relaxation time and mobi-
lity, the Seebeck coefficient increases at higher temperatures as
shown in Fig. S6b (ESIt). The electrical conductivity and
electron thermal conductivity are dominated by the carrier
relaxation time, which also decrease with increasing tempera-
tures as shown in Fig. S6c and d (ESIT). The peak value of the p-
type power factor at 1200 K is the smallest compared with the
values at lower temperatures, which is consistent with the
variation of 7. and ¢ as shown in Fig. 5b. Meanwhile, the lattice
thermal conductivity decreases with increasing temperature as

This journal is © The Royal Society of Chemistry 2024

shown in Fig. 5c. The effect of EPI on phonon transport is less
sensitive to the temperature, and the x; value with only the 3ph
interaction is almost the same compared with the value with
both the 3ph and e-ph interaction at temperatures higher
than 900 K.

The final thermoelectric figure of merit was evaluated with
all the electron and phonon properties elaborated. Due to the
decreasing of both the power factor and thermal conductivity,
the ZT value increases with the increasing temperature. The
decreasing x; under electron doping definitely does not con-
tribute to improve the ZT under hole doping. The n-type ZT
value at room temperature is only 0.041 at an electron concen-
tration of 10'* cm ™2 as shown in Fig. S7 (ESIt) even though x; is
slightly smaller than the p-type one caused by the stronger EPI.
The n-type Seebeck coefficient and electrical conductivity at
1200 K exhibit a strong bipolar effect and the peak ZT value is
only 0.24 at an electron concentration of 10'* cm 2 (see Fig.
S7d, ESIt). For p-type doping, we also calculate the bipolar
thermal conductivity («p;) based on the electron and hole
electrical conductivity and Seebeck coefficient.”" y,; is just
slightly smaller than the p-type k. and the final p-type ZT at

J. Mater. Chem. C, 2024, 12,14496-14504 | 14501
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Fig. 5 (a) The electron relaxation time, (b) the power factor under p-type doping, (c) x; of the undoped structure and the x| values at an electron
concentration of 101 cm™2, and (d) the final p-type ZT results at different temperatures.

1200 K decreases from 1.19 to 1.12 when the bipolar thermal
process is included as shown in Fig. S8 (ESIT). The p-type ZT
value at 1200 K is still higher than those at 800 K and 300 K as
shown in Fig. 5d. The final ZT with a value of 1.12 at 1200 K is
comparable to those of some 2D TMDCs like PtSe,.*> Although
the calculated ZT value of PtSe, reaches 0.84, the experimen-
tally measured value is only 0.1 at room temperature.*>>* Since
our calculation method is high-fidelity, we believe the experi-
mental ZT value of HfI, will be close to our calculated one. The
ZT value can be further improved using several engineering
approaches like doping, nanostructuring and interface
engineering.”*>°

4 Conclusion

In summary, we investigated the electron-phonon interaction
and the thermoelectric properties of electrene HfI,. Its loosely
bound interstitial electrons exhibit a high carrier relaxation
time near the valence band maximum due to a weak lattice
perturbation. The p-type Seebeck coefficient, although smaller
than the n-type ones, is still relatively large due to the sharp
DOS peak at the VBM occupied by the interstitial electrons. The
hole mobility, p-type electrical conductivity, and power factor
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are much higher than those of n-type. The inclusion of the spin
orbital interaction and hybrid functional provides an accurate
prediction of the Seebeck coefficient and electrical conductiv-
ity. The electron doping with a concentration of 10! cm™2
decreases the lattice thermal conductivity by 16%. The final
thermoelectric figure of merit reaches 1.12 at 1200 K under p-
type doping. Our work suggests that electrenes, a new class of
2D materials, will be promising thermoelectric materials due to
their unique electronic and phonon properties.
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