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visible light-driven micro/
nanomotors for photodegradation of
environmental pollutants

Vanessa R. Ferreira and Manuel Azenha *

Visible light-driven motors (Vis-LDMs) have shown significant potential for water decontamination

processes through the synergistic interaction between their active movement and photocatalytic

properties, enabling more efficient degradation of organic pollutants. This review highlights recent

advances in Vis-LDMs photocatalysts for sustainable environmental pollution mitigation. Innovations

include fuel-less Vis-LDMs with hybrid structures and crystalline materials, and biofuel alternatives like

water and glucose, though logistical challenges persist. The use of natural materials like lignin and

cellulose nanocrystals promotes sustainability but faces energy conversion efficiency challenges.

Strategies to enhance efficiency, such as doping and heterojunction formation, are discussed. Advances

in stability, reuse, and magnetic recovery capabilities are also reviewed. Collective behavior and

environmental adaptability are explored to improve catalytic efficiency. Despite the presented advances,

definitive solutions to these limitations have not yet been found. A perspective on the directions for

future research is also included in this review, namely the need to resolve issues of scalability, cost-

effectiveness, and environmental compatibility. Additionally, investing in Vis-LDMs with programmable

routes and precise navigation can enhance versatility and accuracy. Selective behavior to target

hazardous contaminants is important; the molecular imprinting technique being a potential solution.

Future research should also focus on real-world testing and navigation improvements. Overcoming

these challenges is essential to fully harness the potential of Vis-LDMs for environmental remediation

and global environmental health.
Environmental signicance

Visible light-drivenmicro/nanomotors (Vis-LDMs) represent a promising avenue for ecological and efficient self-propulsion. Visible light is abundant, clean, and
controllable, offering low cost and ease of use, making Vis-LDMs ideal for tasks like environmental remediation. Recent studies focus on Vis-LDMs for envi-
ronmental pollutant removal by photocatalysis, highlighting their potential to degrade organic pollutants effectively. The review of research studies in this eld,
especially those published from 2020 to 2024, addresses the need to summarize and organize the existing knowledge. This will facilitate scientic and tech-
nological advancements, providing a comprehensive overview of materials, synthesis methods, recent innovations, and challenges. Such efforts aim to establish
a solid foundation for future research, enhancing the application of Vis-LDMs in environmental pollutant photocatalysis and contributing to more sustainable
environmental practices.
1. Introduction

Micro/nanomotors are devices capable of autonomously
moving in unstirred liquid environments through catalytic
reactions or external stimuli,1 enabling them as useful devices
for applications in environmental remediation,2,3 encompass-
ing monitoring and cleaning of aquatic and terrestrial envi-
ronments, and also in biomedicine,4,5 such as targeted drug
delivery, diagnostics, and therapies. The mobility of these
nd Biochemistry, Faculty of Sciences,

s/n, 4169-007 Porto, Portugal. E-mail:

74–1499
motors is facilitated by various mechanisms, one of which
involves morphological asymmetry. This asymmetry is oen
created by metal deposition on one side, forming two distinct
hemispheres. This design, commonly referred to as a Janus
structure, enables movement generation by creating chemical
or thermal gradients.6 Additionally, other mechanisms
contribute to the autonomous motion of micro/nanomotors.
These include catalytic reactions, where the motor surface
interacts with specic reactants to produce propulsion; light-
induced propulsion through photothermal or photocatalytic
effects; and manipulation by magnetic or electric elds.5,7–11

These diverse propulsion mechanisms enhance the versatility
© 2024 The Author(s). Published by the Royal Society of Chemistry

http://crossmark.crossref.org/dialog/?doi=10.1039/d4va00230j&domain=pdf&date_stamp=2024-10-26
http://orcid.org/0000-0002-1767-3055
http://orcid.org/0000-0003-3709-7478
http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4va00230j
https://pubs.rsc.org/en/journals/journal/VA
https://pubs.rsc.org/en/journals/journal/VA?issueid=VA003011


Critical Review Environmental Science: Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

4 
 1

40
3.

 D
ow

nl
oa

de
d 

on
 2

5/
12

/1
40

4 
05

:5
4:

34
 ..

 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online
and applicability of these motors in different environments and
tasks.1

Studies on micro/nanomotors are classied into ve cate-
gories based on the type of energy used: chemical fuels,
magnetic elds, electric elds, ultrasound, and light.12 Motors
powered by chemical fuels, such as H2O2, generate bubbles or
chemical gradients to move. These motors face challenges of
motion control and toxicity due to the catalytic decomposition
of H2O2 into O2 and H2O, leading to uncontrolled autonomous
motion.7 Electric motors use electric gradients to move, but
their application is generally restricted to two-dimensional
movements.8 Ultrasound provides robust propulsion but
requires sophisticated equipment.9 Magnetic micromotors use
magnetic elds for propulsion and control, allowing precise
manipulation in liquids. Made from ferromagnetic materials,
they are ideal for applications like targeted drug delivery and
contaminant removal due to their remote controllability.
However, their effectiveness can be limited by the strength of
the magnetic eld required and challenges in complex envi-
ronments.11 Light-driven motors, especially those driven by
visible light, have gained emphasis due to advantages such as
low cost, ease of control, and the ability to perform complex
tasks.5 Visible light is an abundant, clean, and controllable
energy source, making it promising for various applications
such as detection, biomedicine, and environmental
Dr Vanessa Ferreira works as a researcher at the Faculty of Sciences,
University of Porto. With a PhD in chemistry, she has forged a career
with a specialized focus on molecular imprinting. She has been
developing selective adsorbent materials through molecular
imprinting techniques, catering to diverse applications such as
detection, analytical separation, and drug delivery. Over the
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selective photocatalysis. She has contributed to scientic literature
with 6 research articles and a review on advancements in sol–gel
molecular imprinting. In her most recent pursuits, Dr Vanessa
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light-driven micromotors. These micromotors are based on semi-
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to the principles of sol–gel molecular imprinting.
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remediation.1 The particularity of being able to move under
visible light offers an ecological and efficient propulsion
method, with potential applications in microscopic cargo
transport and complex tasks.10

Focusing on visible light-driven motors (Vis-LDMs) may
present different propulsion mechanisms, with the most
described in the literature being autophoresis, autoelec-
trophoresis, autodiffusiophoresis and bubble propulsion.12 In
autophoresis, light increases the temperature in a specic
region of the motor, creating a thermal gradient that generates
movement. Heat-sensitive materials, such as certain metals and
semiconductors, respond to temperature changes by expanding
or contracting, resulting in a force that moves the motor.13 In
autoelectrophoresis, light generates an electric eld around
charged particles, resulting from photocatalytic reactions on
the motor surface.14 This electric eld induces the movement of
charged particles, creating a propulsion effect.15 In bubble
propulsion, light hits motors causing photolysis and the release
of gas that accumulates as bubbles on the motor surface.16 The
expulsion of bubbles generates the impulse that moves the
motor in the opposite direction.17 In autodiffusiophoresis, light
creates chemical gradients around particles, activating chem-
ical reactions that result in concentration differences. These
gradients induce directional movements of particles based on
diffusion forces.18,19

Vis-LDMs, compared to static photocatalytic systems oper-
ated under magnetic stirring, offer the advantage of higher
catalytic efficiency due to improved mixing of reactants. These
motors can be employed in dynamic applications, such as
pollutant removal, with simple light irradiation. Furthermore,
with advanced design, it is possible to control the direction and
speed of movement. However, these motors are complex to
design and manufacture, can be sensitive to environmental
conditions, and have limitations regarding the available energy
for movement. Scaling up for large-scale use is challenging due
to the complexity of fabrication and control.20 On the other
hand, static photocatalytic systems are simpler to scale for
industrial processes, such as water treatment, due to their
straightforward design. They provide greater stability and
durability as they do not suffer from mechanical wear and have
reduced maintenance costs. However, these systems exhibit
reduced efficiency due to the lack of movement, which limits
reactant mixing, as evidenced by some studies.21,22 They are less
effective in dynamic environments and rely on appropriate
lighting conditions, making them more suitable for stationary
applications.

The literature review methodology, followed to structure this
review, considered a search conducted in major databases, such
as Web of Science, PubMed and Scopus. The research was
conducted in phases to reach the nal topic. In the rst phase,
all publications, including patents, released over the past 10
years (2014–2024) were searched using the keywords “micro-
motor,” OR “nanomotor,” OR “microswimmer,” OR “nano-
swimmer.” This initial search yielded 2100 articles, of which
175 were relevant to environmental remediation, identied by
applying additional keywords (“Photodegradation” OR
“Pollutant Degradation” OR “Environmental Remediation”). 39
Environ. Sci.: Adv., 2024, 3, 1474–1499 | 1475
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of the articles were review articles, which revealed a growing
interest in these devices for environmental remediation in
recent years, with more than 2/3 of the reviews23 published in
the last 5 years. When the search was further restricted to
“visible light-driven” AND (micromotor OR nanomotor OR
microswimmer OR nanoswimmer)” AND (“photodegradation”
OR “pollutant degradation” OR “environmental remediation”),
only 2 reviews were found. One of these reviews included only
a small subsection on the topic, with the last comprehensive
review published in 2020,24 highlighting the emergent nature of
this research area.

Hence, the review of the research on Vis-LDMs applied to
environmental pollutant removal by photocatalysis was moti-
vated by the absence of bibliographic reviews aer 2020 on this
specic topic. This literary gap justies the urge to organize and
summarize the available information, facilitating scientic and
technological advancement in this promising area. To structure
the available literature, the following inclusion and combined
rules were applied:

� Studies on Vis-LDMs photocatalysts, regardless of format
and size.

� Studies demonstrating photocatalytic capacity in the
degradation of organic pollutants.

� Literature published in the period 2020–June 2024.
Based on the latest reviews on Vis-LDMs and environmental

remediation,24–27 the main advantages and limitations of these
devices in the context of pollutant photodegradation have been
identied. This review focuses on the primary adaptations
made to Vis-LDMs over the past four years to address these
identied limitations, with a continuous emphasis on
enhancing photocatalytic performance for pollutant degrada-
tion. The review presents and discusses the main developments
in the eld of Vis-LDMs, offering a comprehensive overview of
materials, synthesis methods, and the challenges to be over-
come for the efficient application of Vis-LDMs in environmental
pollutant photocatalysis.
2. Vis-LDMs photocatalysts: materials
and methods

The essence of Vis-LDMs photocatalysts lies in utilizing energy
from visible radiation to generate photoexcited e+/h− pairs that
activate oxidation–reduction reactions, while employing this
energy for self-propulsion.25 The most commonly used photo-
catalysts for Vis-LDMs applications combine good absorption of
visible light, efficient charge separation, and high chemical
stability. Considering this, the choice of photocatalytic mate-
rials to use as well as the synthesis methods are important for
the preparation of photocatalytic Vis-LDMs.
2.1 Photocatalytic materials

Among the materials most studied and utilized up to 2020 were
gC3N4, BiVO4, CdS, WO3, and MoS2, due to their favorable
properties and potential for various applications, especially in
pollutant degradation.24 More recently, photocatalysts with
narrow bandgaps, which demonstrate a capacity for absorption
1476 | Environ. Sci.: Adv., 2024, 3, 1474–1499
and response to visible light, such as Ag3PO4 (z2.45 eV), BiOI
(z1.7 eV), Cu2O (z2.1 eV), and gC3N4 (z2.7 eV), were tested for
the obtained Vis-LDMs. Table 1 summarizes the most recently
explored photocatalysts, highlighting their benecial charac-
teristics and limitations, along with possible strategies to
overcome these limitations.

2.1.1 Graphitic carbon nitride (gC3N4). gC3N4 is an active
catalyst under visible light, which has attracted considerable
interest for various environmental applications in the past
decade.23 Its advantages include being a non-metallic material,
being active under visible light, and being easily synthesized.
Vis-LDMs based on gC3N4 have demonstrated excellent perfor-
mance as propellers in aqueous media, using very low concen-
trations of H2O2 or even without H2O2 under visible light. These
micromotors mostly utilize a bubble propulsion mechanism,
associated especially with the spherical and tubular forms of
gC3N4, for the removal of organic contaminants in water.28

Additionally, gC3N4 stands out for its chemical and thermal
stability, as well as being eco-friendly, non-toxic, biodegradable,
and suitable for water treatment and air purication. However,
rapid e+/h− pair recombination and insufficient efficiency in
charge separation and transfer were the main limitations
identied in its application as a Vis-LDMs photocatalyst.29 The
most recent strategies explored to overcome these limitations
focus on structural modications, both morphologically and on
the surface, associated with doping and heterojunction
processes30–32 (strategies explored in Section 4.2).

2.1.2 Copper(I) oxide (Cu2O). Cu2O was predominantly
described for the preparation of photocatalytic Vis-LDMs with
asymmetric structures,52 forming heterostructures with other
conductors/semiconductors.13,33 Although Cu2O has potential
as a photocatalyst in Vis-LDMs, the main limitations identied
include limited photocatalytic efficiency, low chemical stability,
and sensitivity to visible light which, if excessive, reduces the
useful lifetime of the photocatalyst as it promotes its self-
destruction. In recent years, the introduction of defects and
control of crystal facets34 have been among the main surface
modications studied to address these limitations, considering
the important physicochemical crystalline properties of Cu2O53

(strategies explored in Section 4.2.2).
2.1.3 Silver phosphate (Ag3PO4). Ag3PO4 is considered

a promising photocatalyst, regarded as one of the semi-
conductors with the highest photocatalytic activities under
visible light, being effective in degrading a wide range of organic
pollutants.21,35,36 The crystalline structure of Ag3PO4 favors effi-
cient separation of e+/h− pairs, minimizing recombination and
maximizing photocatalytic efficiency. Additionally, Ag3PO4 is
highly effective in generating highly reactive free radicals, such
as hydroxyl radicals, which are crucial for contaminant degra-
dation. However, photocatalysis by Vis-LDMs based on Ag3PO4

remains at the laboratory scale due to its uncontrollable pho-
tocorrosion and high cost.37 To improve stability and efficiency,
recent modications explored doping with other metals, form-
ing composites, or incorporating Ag3PO4 into support
matrices,29,38 (examples discussed in Section 4.2.2).

2.1.4 Bismuth oxyiodide (BiOI). BiOI, another visible light-
excited semiconductor with studied photocatalytic activity for
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Table 1 Key findings concerning the photocatalyst materials and synthesis methods

Conditions Benets Limitations
Ways to overcome the
limitations References

Photocatalytic materials
Low bandgap photocatalysts
gC3N4 High performance in aqueous

media using low
concentrations of H2O2

Rapid e+/h− recombination
and inefficient charge
separation

Structural modications,
doping, and heterojunction
processes

28–32

Cu2O Facilitates the formation of
heterojunctions and different
morphologies

Limited photocatalytic
efficiency and low chemical
stability

Introduction of defects and
control of crystal facets

33 and 34

Ag3PO4 Increased effectiveness in
generating reactive radicals

Photocorrosion and high cost Doping, formation of
composites, and incorporation
into support matrices

35–38

BiOI Efficient e+/h− separation and
chemical stability

Low electrical conductivity and
slow hole transfer

Morphological alternatives
and formation of
heterojunctions

39–43

Photocatalytic materials
High bandgap photocatalysts
(TiO2 and ZnO) Chemical stability, low cost,

non-toxic and environmentally
friendly

Limited visible light
absorption and rapid charge
recombination

Enhance visible light
absorption: p–n junctions,
surface doping, and dye
sensitization

44–48

Synthesis methods
Photocatalyst
Sol–gel Produces Vis-LDMs with high

surface area and controlled
porosity

Complexity of process
optimization and extended
processing times

Use of the mildest synthesis
conditions and explore faster
drying and thermal treatment
methods

24

Hydrothermal/
solvothermal

Produces nanostructured
crystalline materials with
tailored properties

High processing temperatures
and pressures; low
reproducibility and
homogeneity and potential for
particle aggregation

Use reagents that allow for
synthesis at lower
temperatures and employ
stabilizing agents to prevent
aggregation

25

Electrochemical Used for preparing Vis-LDMs
with tube forms; simple, cost-
effective, and scalable

Difficulties in achieving
precise and uniform control
over the morphology of the
produced structures

Adjust parameters such as
current, voltage, and
deposition time, and explore
modications in electrode
conditions to achieve desired
morphologies

49

Synthesis Methods
Asymmetry required for movement
Chemical vapor
deposition (CVD)
and
electrodeposition
(ED)

CVD for depositing thin lms
and forming Janus structures.
– ED for forming solid coatings
with controlled dimensions

Equipment cost and
complexity, and difficult
control of thickness and
uniformity

Controlled atmospheres and
temperature conditions

44 and 50

Template-assisted
electrochemical
deposition

Provides control over
morphology for optimized
photocatalytic efficiency and
propulsion

Difficulty in removing
templates and issues with
uniformity and morphology
control

Use templates that can be
easily removed by physical or
chemical methods, such as
dissolution in appropriate
solvents or thermal
degradation

39 and 51
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pollutant degradation, is less explored. Due to its layered
structure, BiOI exhibits efficient e+/h− pair separation, resulting
in high photocatalytic activity for the degradation of organic
pollutants.54 Additionally, it shows good chemical stability
under aqueous and oxidizing conditions, which is benecial for
© 2024 The Author(s). Published by the Royal Society of Chemistry
water treatment applications.55 However, its photocatalytic
activity has been described as limited due to low electrical
conductivity, and slow hole transfer kinetics.26,56 Recently,
attempts have been made to address some of these limiting
issues primarily through morphology control39–43 (examples
Environ. Sci.: Adv., 2024, 3, 1474–1499 | 1477
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discussed in Sections 4.2.2 and 4.3), forming heterojunctions,
doping, or adjusting the composition of BiOI.

2.1.5 High bandgap (UV range) photocatalysts. In addition
to low bandgap photocatalysts, higher bandgap photocatalysts
such as TiO2 and ZnO have also been explored for the synthesis
of Vis-LDMs, leveraging their excellent photocatalytic proper-
ties. Various strategies have been investigated to enhance the
light absorption capacity of semiconductor-based micromotors
with high bandgaps suitable for the visible light spectrum.
These strategies include integrating photocatalysts capable of
absorbing visible light through p–n junctions,44,45 employing
surface doping techniques,46,47 and utilizing dye sensitization
methods.48

Doping is an effective technique to adjust the bandgap
energy of high-band-gap photocatalysts, making them more
responsive to visible light. This technique introduces new
energy levels within the material bandgap, modifying the band
structure to allow electrons to be excited by lower energy
photons.57 Additionally, dopants can create defects in the
material’s crystalline structure, such as oxygen vacancies, which
act as capture centers for electrons or holes, decreasing the
excitation energy. Doping can also alter the width and position
of the valence and conduction bands through crystal lattice
distortion or changes in the material’s bonding chemistry.58

Finally, the presence of dopants can induce local polarizations
within the crystalline lattice, altering the charge distribution
and local potentials, modifying the bandgap structure.59 The
interest in doping highly active photocatalysts, such as TiO2 and
ZnO, to obtain Vis-LDMs has remained high. Noble metals are
the most common dopants due to several advantages, namely
the high catalytic activity achieved and easy incorporation into
the photocatalyst structure during the doping process.58 More-
over, they improve charge separation by acting as charge
capture centers, facilitating efficient separation of electrons and
holes generated during the photocatalytic process. Light
absorption is also enhanced, especially in the case of noble
metals as Au and Ag, which exhibit plasmonic properties,
contributing to greater light absorption by the photocatalyst.60
Fig. 1 Representative scheme (a) of the Vis-LDMs and (b) charge transfer
from ref. 45 (Copyright © 2020 WILEY-VCH).

1478 | Environ. Sci.: Adv., 2024, 3, 1474–1499
Lastly, noble metals offer chemical stability, which is crucial to
ensure the long-term durability and efficiency of doped
photocatalysts.46

The formation of heterojunctions, combining two distinct
semiconductors, is an effective technique for spatial separation
of photogenerated e+/h− pairs.44,61–63 When semiconductors
have different Fermi energy levels, an embedded electric eld
develops at the interface due to the spontaneous diffusion of
electrons from the higher Fermi level semiconductor to the
lower one. Upon light exposure, electrons and holes can move
between the semiconductors through this electric eld,
reducing recombination. The formation of the electric eld and
carrier transfer depend on factors such as semiconductor
conductivity, work function, and band potentials.64 Gibbs and
collaborators45 combined TiO2 (n-type) and CuO2 (p-type)
semiconductors to create hybrid Vis-LDMs using electron
beam evaporation on SiO2 microspheres. In this study, a p-type
semiconductor (CuO2) was combined with an n-type semi-
conductor (TiO2) to modify the electrical conductivity of the
hybrid photocatalyst. The use of TiO2 introduced a small
amount of impurities into the CuO2 crystalline structure,
modifying its electronic properties and reducing the bandgap. A
potential barrier formed at the CuO2–TiO2 junction, creating an
internal electric eld that prevents electron–hole recombina-
tion, thereby increasing photocatalytic efficiency (Fig. 1). This
strategy can be applied to other semiconductors, such as ZnO,
and offers amore economical approach since it does not require
noble metals commonly used in efficient Vis-LDMs production.

Organic dye sensitization also allows for the reduction of
a high bandgap photocatalyst bandgap, enabling visible light
absorption. This is achieved by impregnating dyes onto the
photocatalyst surface, enabling it to absorb visible light
photons that it previously could not.65 These sensitizing dyes
must present several conditions to optimize photocatalytic
activity under visible light. First, they must strongly absorb
within the visible light range (400–700 nm) in order to have
a high molar extinction coefficient that guarantees signicant
light absorption. Chemical and photochemical stability is
in a heterostructure with a p–n junction. Reproduced with permission

© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 2 Representation of (a) dye-sensitized nanotrees, activated by a photoelectrochemical reaction with numerically simulated charge
distribution (displayed in a color map); (b) movement generated by nanotrees sensitized with the dyes D5 and SQ2 under alternating illumination
of blue light (475 nm) and red light (660 nm) (Including the molecular structures of the dyes D5 and SQ2). Adapted from ref. 48 (Licensed under
an open-access Creative Commons CC BY 4.0 license).
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crucial to resist photodegradation during photocatalysis. They
must bind strongly to the photocatalyst surface and be chemi-
cally compatible to avoid adverse reactions. The other essential
parameter is to possess the ability to efficiently transfer excited
electrons to the photocatalyst conduction band, and their
effectiveness in charge separation to minimize e+/h− recombi-
nation.66 Zheng et al.48 demonstrated the use of Vis-LDMs
nanotrees based on Si/TiO2. Dyes with different sensitivities to
visible light (green, red, and blue) were incorporated into the
nanotree surfaces to control the nanomotor movement
according to the irradiation light source (Fig. 2a). Groups of Si/
TiO2 nanomotors with N719, D5, and SQ2 were created, each
absorbing visible light in a specic range. Under blue or red
visible light, the groups with SQ2 and D5 were activated,
exhibiting movements controlled by the corresponding light
source. The nanomotors with SQ2 (red) and D5 (blue) exhibited
spontaneous and different trajectories under blue and red light,
respectively (Fig. 2b).

The intensive research conducted since 2020 into the
modication of some of the previously mentioned materials to
address their limitations will be focused on in Section 4.1.

2.2 Synthesis methods

The synthesis of Vis-LDMs typically involves different methods
to enhance their light absorption capabilities and photo-
catalytic efficiency, and the sol gel method;67–69 hydrothermal/
solvothermal method16,31,48,70 and electrochemical method51,71

are the most cited as summarized in Table 1. The sol–gel
process is widely used for synthesizing Vis-LDMs based on
semiconductor materials and makes it possible to obtain
motors with high surface areas and controlled porosity. In this
method, metal alkoxides or metal salts are hydrolyzed and
condensed to form a gel, which is then dried and calcined to
obtain the desired oxide material.24 The hydrothermal/
solvothermal method involves the crystallization of
substances from high-temperature aqueous or solvent solutions
under high pressure, for obtaining Vis-LDMs. By controlling the
reaction parameters such as temperature, time, and solvent,
nanostructured materials with tailored properties can be
© 2024 The Author(s). Published by the Royal Society of Chemistry
synthesized. This method is associated with the synthesis of
amorphous or spherical Vis-LDMs morphology as commonly
described in the literature.25 The electrochemical method,
particularly anodic oxidation, is associated with the preparation
of Vis-LDMs with a tube form, by electrochemically oxidizing
ametal substrate in an electrolyte solution.49 The setup includes
a metal working electrode, an inert counter electrode, and an
electrolyte containing uoride ions. Parameters like voltage,
time, and temperature control the nanotube dimensions. Post-
treatment steps such as rinsing and annealing improve their
properties. This method is simple, cost-effective, and scalable,
making it ideal for applications in photocatalysis, energy
storage, sensors, and biomedical elds.59

Regarding the preparation of Janus structures, widely
studied for achieving more efficient and directional self-
propulsion, chemical vapor deposition (CVD) and electrodepo-
sition (ED) methods are the most commonly described in the
literature. The PVD technique is used to uniformly deposit thin
lms on substrates by vaporizing the target material and
depositing it in a controlled manner. PVD can be generally
divided into two sub-techniques: conventional PVD and
glancing angle deposition (GLAD). Conventional PVD, widely
associated with the sputtering technique, is the most common
approach for synthesizing Vis-LDMs, allowing the deposition of
different inorganic and organic components.44,50 Pt and Au are
the most widely used elements for fabricating photonic Vis-
LDMs.1 More recently, major updates in this technique have
focused on using more economical metals or metal oxides that
introduce new characteristics to Vis-LDMs. The GLAD tech-
nique, associated with the E-beam technique, is a PVD variant
where vapor is deposited at an adjustable angle, creating an
elongated tail on one hemisphere of the Vis-LDMs.72 The ED
method uses simultaneous oxidation and reduction to form
solid coatings on substrates. It is more cost-effective than PVD
and suitable for synthesizing Vis-LDMs with controllable
dimensions. Common techniques include membrane-assisted
electrodeposition and bipolar electrochemical deposition,
using alumina oxide and polycarbonate membranes. Recent
improvements include deposition in controlled atmospheres
Environ. Sci.: Adv., 2024, 3, 1474–1499 | 1479
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and under precise temperature conditions to minimize defects
and improve lm quality. Additionally, techniques for micro-
scale deposition have been developed, enabling the fabrication
of Vis-LDMs with specic characteristics in very small
regions.39,51 Template-assisted electrochemical deposition
provides precise control over morphology, enabling the forma-
tion of complex structures essential for optimizing photo-
catalytic efficiency and propulsion in Vis-LDMs. It is scalable,
straightforward, and allows for versatile material composition,
incorporating dopants and modiers tailored to specic appli-
cations. Operating efficiently with low energy consumption, this
method ensures economic and environmentally friendly
manufacturing, enhancing motor stability and performance.
3. Vis-LDMs photocatalysis applied to
the degradation of environmental
pollutants

Vis-LDMs have been designed to enhance and accelerate the
water decontamination process through the synergistic inter-
action between their active movement and their photocatalytic
properties, allowing more efficient degradation of organic
pollutants. The operation process of Vis-LDMs involves two
main stages: capture/adsorption and degradation. In the rst
stage, capture involves the physical adsorption or chemical
binding of pollutants to the surface of the photocatalytic Vis-
LDMs.25 The efficiency of this adsorption is dependent on the
surface characteristics of the Vis-LDMs. Another signicant
point is that due to the micromixing and increased mass
transfer in solution caused by the fast movement of Vis-LDMs,
the degradation process is signicantly enhanced.73 However,
for the entire process to occur efficiently, it is crucial to estab-
lish stable and robust contact between the Vis-LDMs and the
contaminants.
Fig. 3 Schematic of the benefits and limitations highlighted until 2020,
mental pollutants.

1480 | Environ. Sci.: Adv., 2024, 3, 1474–1499
Ideally, these motors should also be programmed for selec-
tive adsorption of the contaminants of interest. However, such
selective adsorption has not yet been described in the literature
for Vis-LDMs. Following the capture stage, degradation occurs,
which is the core of water pollution treatment. This process
involves chemical reactions that generate chemically active
substances, primarily reactive oxygen species (ROS), to decom-
pose pollutants into harmless substances such as H2O and CO2.
This approach prevents secondary pollution, ensuring that no
intermediate substances or new pollutants are formed.25 Pho-
tocatalytic Vis-LDMs have been extensively studied for the
photodegradation of different organic pollutants. Research has
focused on a range of substances, such as pesticides,39,74

phenolic compounds36,64,70,75 and phthalates. Additionally, there
has been signicant interest in the degradation of
dyes,30,31,39,40,56,61,76–83 psychoactive drugs73,84 and therapeutic
agents.19,32,85–87 More recently, studies have explored the photo-
degration of explosives like picric acid, using tubular Vis-LDMs
based on TiO2/Fe3O4/CdS88 as well as the degradation of
microplastic components.29,41,89
3.1 Benets and challenges of using Photocatalytic Vis-
LDMs as an emerging technology for the degradation of
environmental pollutants

The use of photocatalytic Vis-LDMs is revolutionizing environ-
mental remediation by harnessing visible light energy for
precise and efficient cleaning operations. These miniaturized
devices integrate advanced engineering and materials science,
enabling them to operate in complex and specic environments
while minimizing harm to ecosystems (Fig. 3). One of the most
remarkable features of photocatalytic Vis-LDMs is their ability
to move in complex environments with precision. Due to their
small size and high mobility, these robots can access and clean
specic contaminated areas, minimizing collateral damage to
surrounding ecosystems. This precision allows for a more
in the use of photocatalytic Vis-LDMs in the degradation of environ-

© 2024 The Author(s). Published by the Royal Society of Chemistry
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targeted, efficient, and safe approach, especially in hard-to-
reach locations.24

Photocatalytic Vis-LDMs reduce the need for harmful
chemicals, offering an eco-friendly alternative for the degrada-
tion of environmental pollutants. While Vis-LDMs most of the
time need H2O2, which is not inherently eco-friendly, they are
comparatively more environmentally friendly than traditional
methods for degrading environmental pollutants which oen
involve substances that, while effective, can cause additional
disruptions to ecosystems. Vis-LDMs mitigate these adverse
effects, providing a greener and less invasive alternative. Their
versatility allows Vis-LDMs to adapt to different tasks, such as
cleaning oil spills and removing pollutants from water and air.3

Equipped with autonomous capabilities, these robots can
operate continuously in remote or hazardous environments
without the need for constant human supervision, which is
crucial in situations where human presence would be risky or
impractical.25 Furthermore, their focus on energy efficiency and
sustainability results in a reduced environmental footprint,
making them ideal for long-term cleaning efforts. In summary,
photocatalytic Vis-LDMs have signicant potential to effectively
mitigate pollution, contributing to a cleaner and more
sustainable future.

Despite the previously highlighted benets, the practical
application of photocatalytic Vis-LDMs in the degradation of
environmental pollutants faces signicant challenges (Fig. 3).
First, the materials used in the construction of Vis-LDMs are
prone to consumption through oxidation, resulting in a short
useful life time.24 Research of new materials to prolong the
durability of these devices is necessary. Enhancing the cost-
effectiveness of Vis-LDMs by increasing their useful lifetime
and improving their stability and reusability is a crucial step.
Furthermore, most photocatalytic Vis-LDMs described up to
2020 rely on fuels such as H2O2, which is effective in pollutant
degradation but generates reactive species like hydroxyl radi-
cals.25 Fuel-free or biofuel-powered Vis-LDMs should be
explored as more sustainable alternatives.27 The cost of catalysts
is also a challenge, as Pt and Au, commonly used, are expensive
and toxic. The toxicity of materials is another concern since
some can cause secondary pollution. Alternative materials that
are economic, eco-friendly, and biocompatible need to be
investigated.24 The removal of Vis-LDMs aer decontamination
is an important challenge that needs to be addressed. Addi-
tionally, synthesis techniques need to be adapted for efficient
and cost-effective industrial-scale production.2 Innovations in
materials and synthesis methods are required to optimize Vis-
LDMs and overcome these challenges. The environment in
which Vis-LDMs operate also inuences their performance.

A possible signicant disadvantage of Vis-LDMs is their
limited navigation range, typically only a few millimeters. This
limitation can impact their performance and applicability in
pollutant treatment in several ways. First, the reduced range
implies that these motors can only operate effectively in very
small areas, which limits their use in larger environments, such
as large-scale wastewater treatment systems. Furthermore, the
ability of the motors to distribute themselves uniformly across
large areas is compromised, resulting in zones where the
© 2024 The Author(s). Published by the Royal Society of Chemistry
treatment is ineffective and pollutants are not adequately
degraded. The distances travelled by LDMs in general may be
increased by a few orders of magnitude if guiding steering
systems are applied such as directed light sources or magnetic
elds.90,91 However, practical implementation of such guiding
systems may be difficult in the environment.

The gravitational sedimentation of Vis-LDMs is another
possible limitation that may signicantly inuence the perfor-
mance of these devices in the environment. It is known that the
shape, composition, density, propulsion mode, and viscosity,
among other factors, determine whether the LDMs settle or
not.92 If the conditions allow for settling and stratication, their
ability to move freely and reach all areas of the uid is
compromised. This results in decreased pollutant treatment
efficiency. The accumulation of motors at the bottom can also
obstruct ow channels, impacting system operation. For pho-
tocatalytic Vis-LDMs, stratication can decrease light activation
efficacy, as thicker layers at the bottom may prevent uniform
light exposure, leading to irregular activation and reduced
catalytic performance.

The composition of wastewater, including inorganic ions
and sulfur, can affect the movement and efficiency of Vis-LDMs,
reducing their lifespan and effectiveness.3

Considering the main limitations identied in the use of
photocatalytic Vis-LDMs for the degradation of environmental
pollutants, the following sections will present and discuss the
innovations/modications described in recent years to surpass
them.
4. Most recent advances in
photocatalytic Vis-LDMs applied to the
degradation of environmental
pollutants

Recent advances found in the area of photocatalytic Vis-LDMs
were divided into three important points that respond to
some of the main limitations mentioned previously.
4.1 More ecological, sustainable and biocompatible variants
of Vis-LDMs

As previously mentioned, most Vis-LDMs depended on mate-
rials and processes that can be harmful to the environment,
making them unsustainable in the long term. Additionally,
many of these motors are not biocompatible, limiting their
application in certain applications. In light of these challenges,
there is the urge to develop eco-friendlier, sustainable, and
biocompatible variants of Vis-LDMs. The creation of motors
that use biodegradable and non-toxic materials, sourced from
the environment, along with manufacturing processes that
minimize environmental impact, is crucial for advancing the
large-scale use of these devices. Moreover, the development of
new devices that use biofuels or even operate without the need
for additional fuels, thereby enhancing movement and conse-
quently increasing photonic activity, is essential. Therefore, the
pursuit of greener and more environmentally friendly Vis-LDMs
Environ. Sci.: Adv., 2024, 3, 1474–1499 | 1481
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is not only a matter of technological progress but also an ethical
and environmental responsibility.

4.1.1 Absence of fuel or the use of biofuels. The elimina-
tion of the need for fuel for the self-propulsion of Vis-LDMs is
a major concern, but it also presents signicant challenges, as it
is associated with a decrease in propulsion speed and a conse-
quent reduction in the photodegradative efficiency of these
motors.44,82,84,93,94 The development of Vis-LDMs that do not
require conventional fuels for self-propulsion represents
a recent advancement. These motors utilize exclusively visible
light energy as a clean and abundant energy source to generate
movement. However, the practical implementation of these Vis-
LDMs faces several technical challenges. One of the main
difficulties is the efficiency of converting light energy into
movement, which requires materials and mechanisms that can
maximize this conversion efficiently and sustainably.

Rojas et al.21 described the creation of Vis-LDMs based on
Ag3PO4 that self-propel efficiently without the need for external
fuels. This was achieved by exploiting the different crystalline
facets exposed on the surface of the micromotors. Using a scal-
able precipitation method, the researchers synthesized self-
propelled Ag3PO4 particles in amorphous (am-Ag3PO4), cubic
(c-Ag3PO4), and tetrahedral shapes (t-Ag3PO4) (Fig. 4a). t-Ag3PO4

demonstrated the highest movement capability due to more
active facets. In addition to movement capability, Ag3PO4

micromotors also exhibited uorescence (Fig. 4a), allowing
Fig. 4 (a) Fluorescence microscopy images of Vis-LDMs based on
Ag3PO4 in tetrahedral, cubic, and amorphous forms in pure water
under light excitation (l = 488 nm); (b) effect of Vis-LDMs on methi-
cillin-resistant S. aureus biofilms under visible light irradiation and in
the dark for 60 minutes. C (control): without light irradiation and Vis-
LDMs, S (static): in the presence of Vis-LDMs and M (moving): in the
presence of Vis-LDMs and light. Adapted from ref. 21 (Licensed under
an open-access Creative Commons CC BY 4.0 license).

1482 | Environ. Sci.: Adv., 2024, 3, 1474–1499
their tracking by uorescence methods. They showed anti-
biolm activities against both Gram-positive and Gram-negative
bacteria. The enhanced diffusion of the particles promoted
effective biolm removal, surpassing static methods (Fig. 4b).
This study investigated crystalline Ag3PO4 photocatalytic
micromotors, as well as their static Vis-LDM analogs (in the
absence of light), for eradicating bacterial biolms of Pseudo-
monas aeruginosa (Gram-negative) and methicillin-resistant
Staphylococcus aureus (MRSA, Gram-positive) using visible
light, without the need for H2O2 during 7 days of incubation at
37 °C. Under static conditions, all micromotors reduced biolm
viability signicantly: 66% for am-Ag3PO4, 74% for c-Ag3PO4,
and 45% for t-Ag3PO4. When the micromotors were in motion,
viability dropped further to 17% for am-Ag3PO4, 57% for c-
Ag3PO4, and 15% for t-Ag3PO4. These micromotors also notably
decreased biolm thickness for P. aeruginosa from 77 mm in
control samples to 45%, 38%, and 18% of the original thickness
for am-Ag3PO4, c-Ag3PO4, and t-Ag3PO4, respectively. For MRSA,
the micromotors were even more effective, with viability
reduced to 1% for am-Ag3PO4, 32% for c-Ag3PO4, and 18% for t-
Ag3PO4 under static conditions, and further to 0.5%, 4%, and
4% under moving conditions. Biolm thickness also decreased
signicantly from 19 mm in the control to 9 mm for am-Ag3PO4, 8
mm for c-Ag3PO4, and 13 mm for t-Ag3PO4. The different effi-
ciencies between MRSA and P. aeruginosa are attributed to
variations in biolm matrix composition and the autoag-
gregation capabilities of the pathogens, with P. aeruginosa
showing greater biolm complexity. This work suggests a Vis-
LDM for biolm eradication, without the need for H2O2, more
efficient against MRSA biolms than Pseudomonas aeruginosa
biolms.

A recent study described an easy and scalable method to
produce hybrid inorganic-–organic tubular Vis-LDMs, consist-
ing of a mesoporous silica structure coated with an organic
semiconducting triazine–thiophene polymer (Tz–Th).84 These
Vis-LDMs were applied in the capture and degradation of
psychoactive drugs in wastewater effluents, particularly meth-
amphetamine derivatives. The synthesis process involved
a mesoporous silica template combined with an active polymer
containing thiophene and triazine units. The well-dened
tubular structure of these motors allowed for efficient direc-
tional movement under visible light without the need for fuel,
also exhibiting liing and rotational movements due to the
polymeric coating accumulation. Under visible light irradiation,
these Vis-LDMs could degrade methamphetamines into smaller
organic fragments within 20 minutes, achieving complete
removal of intermediates aer 2 hours. Two aspects stand out in
this work: rstly, the targeted photocatalytic degradation of
hard to degrade and highly hazardous pollutants in water
effluents, by the exclusive effect of light without the need for
other fuels, that offers an innovative and practical solution to
environmental problems related to drug contamination;
secondly, the low-cost and scalable synthesis process using
easily available precursors, and the well-dened morphology
that provides stability and efficient propulsion in aqueous
media.
© 2024 The Author(s). Published by the Royal Society of Chemistry
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The complexity of the mechanisms required for self-
propulsion without traditional fuels increases the difficulty in
constructing these motors. Vis-LDMs need sophisticated
systems that can capture and utilize light effectively, trans-
forming it into continuous movement without the need for
external interventions or refueling. This may justify the limited
investment in recent years in this emerging challenge in the
eld of photocatalytic Vis-LDMs. The use of biofuels for the self-
propulsion of Vis-LDMs has been explored, as a viable alterna-
tive to overcome the limitations of not using fuels.13,75,88 Biofuels
are generally less polluting and can be used in many existing
motors with some modication, facilitating the transition to
more sustainable energy sources. Additionally, they ensure the
energy conversion efficiency of Vis-LDMs due to their specic
chemical and physical properties, maintaining self-propulsion
and consequently photocatalytic efficiency, which is oen
compromised in the absence of fuel.

Yang et al.13 developed a highly efficient Vis-LDMs based on
Cu2O@GO, capable of utilizing different biocompatible fuels.
Due to doping with graphene oxide (GO), these micromotors
exhibit enhanced photocatalytic performance and can be acti-
vated by both visible light and near-infrared (NIR) light. GO
contributes to better charge separation, increased surface area,
enhanced light absorption, and the introduction of local pho-
tothermal effects. These improvements enable the Vis-LDMs
based on Cu2O@GO to be efficiently propelled by biocompat-
ible fuels and sustainable energy. Compared to conventional
Cu2O micromotors, which operate only under visible light,
Cu2O@GO micromotors demonstrated speeds three times
faster under full visible light with glucose fuel. Furthermore,
due to the enhanced photocatalytic and local thermal effects
provided by GO, these micromotors demonstrated propulsion
under NIR using biocompatible fuels such as glucose, leucine,
and urea, achieving speeds of up to 11.5 mm s−1 with glucose.
This new approach of GO doping signicantly improves the
propulsion of traditional LDMs, extending their activation to
include NIR light, and enabling efficient propulsion using
biofuels.

In another study, Kutorglo et al.75 demonstrated the possi-
bility of using photoactive and enzymatic systems for devel-
oping Vis-LDMs with proven photocatalytic activity in the
removal of organic pollutants. Using a scalable synthesis
process, light-absorbing polypyrrole nanoparticles were
impregnated in a bienzymatic system composed of glucose
oxidase (GOx) and catalase (Cat). This design enabled the
creation of Vis-LDMs that efficiently degrade organic pollutants
using only visible light and a biofuel, glucose. The impregna-
tion into the enzymatic system allowed the simultaneous use of
light and glucose as energy sources. GOx uses glucose to
produce H2O2, which is then decomposed by Cat, generating
active radicals and oxygen bubbles that propel the nano-
particles. Visible light heats the nanoparticles, activating enzy-
matic activity. The irregular distribution of GOx and Cat on the
nanoparticle surface results in non-homogeneous peroxide
creation and degradation, providing random propulsion to the
Vis-LDMs. These new nanomotors were tested in the degrada-
tion of chlorophenol, demonstrating a removal capacity
© 2024 The Author(s). Published by the Royal Society of Chemistry
exceeding 95% of chlorophenol in 1 hour, without the need for
external agitation, in the presence of glucose (5% v/v).

The use of biofuels for the self-propulsion of Vis-LDMs faces
several signicant challenges. One of the main difficulties is the
need to continuously supply a source of biofuel, which can be
logistically complex and economically impracticable on a large
scale. Additionally, there is a possibility of deterioration of
biofuels over time, which can compromise the efficiency and
durability of Vis-LDMs. Moreover, the integration of biofuels
with micromotors requires fuel storage and delivery systems,
increasing the complexity and cost of the design and manu-
facture of these devices. Despite being a good option, the
absence of the need for fuels will always be the best option.

4.1.2 Use of natural resources for Vis-LDMs production.
The use of biological resources for the production of Vis-LDMs
presents several advantages, including the sustainability, reus-
ability, biocompatibility, and the ability to integrate enzymes
and biomolecules to create innovative and efficient propulsion
mechanisms.81,87,93,95–97

Recently, the utilization of biological resources to produce
Vis-LDMs gained increased importance. A notable example is
the use of lignin, an abundant and sustainable biological
resource, ideal for producing carbon-based functional materials
due to its high carbon content (∼60%) and different phenolic
units. A recent study employed lignin for photocatalytic and
self-propulsion applications.81 Initially, precursor carbon
particles rich in hydroxyl groups, called HCLSs, were prepared
through the hydrothermal carbonization of lignin microcap-
sules (Fig. 5a). Upon heating these urea-coated HCLSs, carbon
spheres with a gC3N4 layer were formed, providing the essential
–OH groups for the formation of photocatalysts (Fig. 5b). Aer
coating one side of the spheres with Pt/Pd, they became self-
propelling in the presence of fuels such as H2O2 and under
visible light irradiation. These new photocatalytic Vis-LDMs
demonstrated enhanced activity, degrading 49% of the
pollutant RhB in 60 minutes at an intensity of 100 mW cm−2.
The removal rate was three times higher compared to that of
Vis-LDMs based on gC3N4.

Dhar et al.82 described the creation of Vis-LDMs inspired by
biological motors, utilizing modied cellulose nanocrystals
(CNCs) for self-propulsion. These nanomotors were capable of
degrading pollutants and performingmagnetic hyperthermia to
clear arterial plaques. Derived from renewable biomass, the
CNCs were decorated with catalytically active and magneto-
responsive nanoparticles (Fe2O3/Pd) by sustainable means.
These Vis-LDMs exhibited enhanced propulsion with lower
concentrations of H2O2, remotely controlled by chemomagnetic
eld gradients. The motion associated with these Vis-LDMs was
propelled by heterogeneous bubble dynamics, degrading
pollutants and generating heat through hyperthermia,
increasing degradation rates in real-time. In a microuidic
channel, their dynamics were controlled by magnetic elds and
pH gradients, representing chemotaxis in cell-like environ-
ments. For the evaluation of the photocatalytic performance of
Vis-LDMs based on CNCs in pollutant degradation, methylene
blue (MB) was used as the model pollutant. The nanomotors
modied with Fe2O3 and Pd nanoparticles showed
Environ. Sci.: Adv., 2024, 3, 1474–1499 | 1483
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Fig. 5 (a) Synthesis scheme of g-C3N4@CSs from kraft lignin and urea. (b) Proposedmolecular interactions between urea and the surfaces of CSs
(made of acetylated lignin) and urea/HCLSs, with and without the presence of –OH groups on the surfaces of HCLSs. Adapted from ref. 81
(Licensed under an open-access Creative Commons CC BY 4.0 license).
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a signicantly improved degradation rate compared to
unmodied CNCs. The FeCNC nanomotors exhibited a degra-
dation rate (kFeCNC) of 0.470 mg L−1 min−1, while the Pd-
FeCNC nanomotors achieved a kPd-FeCNC of
1.04 mg L−1 min−1, attributed to the generation of peroxide
radicals by Fe2+ ions and the catalytic activity of Pd nano-
particles. These Vis-LDMs did not require toxic fuels and were
able to degrade the dye within 10 minutes at low concentra-
tions. The adsorption of MB was enhanced by the hydrophilic
nature and negative surface charge of the CNCs. However, the
catalytic activity decreased over time due to the poisoning of the
nanomotors, caused by the release of iron or palladium ions,
which altered the motion dynamics of the Vis-LDMs.

In another study, tubular Vis-LDMs nanorockets based on
halloysite with self-propulsion controlled by chemicals and
visible light were developed.87 Halloysite is a natural clay
mineral with a unique tubular structure, known as halloysite
nanotubes (HNTs). This mineral has been explored in envi-
ronmental remediation and catalysis, but only with this work
has its application for Vis-LDMs preparation been
Fig. 6 Band structure of the Ag–Fe2O3 heterostructure and schematic il
with permission from ref. 87 (Copyright © 2022 American Chemical Soc

1484 | Environ. Sci.: Adv., 2024, 3, 1474–1499
demonstrated.94 Compared to traditional manufacturing of
tubular micro/nanomotors, this approach has the advantage of
using natural clay as a substrate, which is abundant and does
not require complex equipment. In this study, HNT nano-
rockets were further modied with silver (Ag) and a-Fe2O3

nanoparticles to achieve greater photodegradation performance
compared to control samples using only a self-propulsion
mechanism. This improvement in propulsion speed results
from efficient charge separation within the a-Fe2O3 photo-
catalytic layer. Electrons from the valence band of Fe2O3

migrated to the conduction band and became trapped in the
metallic layers of the Ag particles, resulting in a net negative
charge on the Ag particles. These electrons on the surface of Ag
facilitated the decomposition of H2O2, generatingmore bubbles
and consequently better propulsion (Fig. 6).

To assess the photocatalytic performance of Vis-LDMs
nanorockets for water remediation, tetracycline hydrochloride
was used as a model contaminant. The three-component Ag–
Fe2O3/HNT nanorockets achieved 91% removal efficiency
within 30 minutes under visible light, outperforming a-Fe2O3/
lustration of a visible light-enhanced propulsion mechanism. Reprinted
iety).

© 2024 The Author(s). Published by the Royal Society of Chemistry
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HNTs (61%) and Ag/HNTs (57%). The removal efficiency was
signicantly reduced without H2O2, highlighting its impor-
tance. Kinetic analysis showed the highest rate constant
(0.045 min−1) for Ag–Fe2O3/HNTs. The nanorockets exhibited
high stability over multiple uses. Radical scavenging tests
indicated that cOHwas the dominant species in the degradation
process, as other radicals had minimal impact. The photo-
catalytic performance of various catalysts was evaluated using
electron paramagnetic resonance (EPR) to measure hydroxyl
radicals (cOH) and conrm degradation mechanisms. The spin-
trapping agent DMPO was used, revealing that Ag–Fe2O3/HNTs
generated more cOH than Ag/HNTs or a-Fe2O3/HNTs, which
aligned with its superior degradation performance.

A similar study was conducted by Xing et al.96 where Vis-
LDMs based on NiMn-CLDH nanosheets functionalized with
ascorbic acid (AA-NiMn-CLDHs@HNTs-Ag) were discussed.
These nanomotors were assembled from NiMn-CLDH nano-
sheets with intrinsic oxidase/peroxidase activity and HNTs,
forming a unique 3D hierarchical architecture with more
accessible reactive sites. Silver nanoparticles were introduced
into the HNT lumen, acting as catalysts for H2O2 decomposition
to produce O2 bubbles for nanomotor propulsion. Beneting
from autonomous motion, 3D hierarchical morphology, and
robust peroxidase-like activity, AA-NiMn-CLDHs@HNTs ach-
ieved enhanced photocatalytic activity for phenol degradation
(89% in 30 minutes, by the Fenton reaction).

Recently, new Vis-LDMs based on galactooligosaccharides
were designed for visible-light-controlled water disinfection,
addressing the serious hazard posed by waterborne pathogens
to potable water sources.97 These Vis-LDMs are recognized as
promising agents for in vivo antibacterial therapy, yet face
signicant challenges in water disinfection. The study
described the use of galactooligosaccharide-derived N-
nitrosamines as visible light-sensitive fuel for spontaneous
antibacterial nitric oxide production by nanomotors. This solar-
to-chemical energy conversion powered nanomotor self-
Fig. 7 Results of (a) removal of RhB over time by the Vis-LDMs under b
removal of RhB by the Vis-LDMs under red/blue light switching (5 minut
permission from ref. 95 (Copyright © 2023 American Chemical Society)

© 2024 The Author(s). Published by the Royal Society of Chemistry
diffusiophoresis, enhancing diffusion in water and biolm
penetration, leading to signicant pathogen and biolm inhi-
bition and elimination in aquatic environments. Post-
treatment, prebiotic-based disinfectant residues can be selec-
tively utilized by benecial bacteria, effectively reducing envi-
ronmental and human health risks. To assess the water
disinfection capabilities of prebiotic nanomotors, an aqueous
suspension of preformed biolms (1 cm × 1 cm) was treated
with 600 mg of these nanomotors under sunlight. Unlike the
control biolms, which showed no signicant change, the
biolms treated with Vis-LDMs were almost completely disso-
ciated aer 5 hours of irradiation. This treatment resulted in
a dramatic reduction in colony-forming units (CFU) from 3.33×
107; CFU mL−1 in the control to approximately 500 CFU mL−1,
achieving a bactericidal rate of 99.99%. These antibacterial Vis-
LDMs were efficient, eco-friendly, and low-energy, showing
promising potential for water disinfection.

Moreover, Xue et al.95 presented a novel biocatalytic Vis-
LDMs based on a covalent organic framework (COF), intelli-
gently controlled by visible light due to the presence of a pho-
tosensor and catalase. This Vis-LDM comprised a mesoporous
COF (RT-COF-1) as a matrix for loaded spiropyran (PAH),
a molecular photosensor that changes its spatial conformation
upon exposure to specic wavelengths of light, enabling light-
controlled substitution of the nanomotor mechanism. Addi-
tionally, encapsulated catalase (CAT) within the COF estab-
lished an H2O2 concentration gradient between the nanomotor
surface and the surrounding solution, resulting in self-
propelled motion. These Vis-LDMs demonstrated efficiency in
RhB removal through self-diffusiophoresis and enhanced
Brownian motion. The Vis-LDMs speed was precisely adjusted
by alternating between different wavelengths of light due to the
photoisomerization of the incorporated photo-switch. Under
blue light, the nanomotor exhibited high efficiency in RhB
removal, achieving 79.8% removal in just 30 minutes, signi-
cantly reducing adsorption time and energy consumption
lue, red and dark irradiation in a solution containing 50 mM H2O2; (b)
es each, red line) and when kept in the dark (black line). Reprinted with
.
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without manual stirring (Fig. 7a). When using red light, the Vis-
LDM motion and contaminant removal were deactivated.
Furthermore, the nanomotor allowed for on-demand RhB
removal by simply switching between blue and red light,
contributing to an innovative approach for light-controlled
water remediation (Fig. 7b).

Despite these advancements, the integration of biological
components with inorganic or synthetic materials requires
precise control of manufacturing conditions to ensure
compatibility and performance. Furthermore, the variability of
biological resources, the stability and durability of bio-
components, and the need for efficient synthesis and purica-
tion techniques for large-scale production pose signicant
challenges. Nevertheless, this is a rapidly expanding eld
crucial for the development and prosperity of Vis-LDMs pho-
tocatalysts applied to environmental pollutant removal.

4.2 Enhancing self-propulsion and subsequent photonic
activity

4.2.1 Combination of visible light with other external
parameters. The strategic combination of visible light with
other external parameters can lead to signicant advancements
in the efficiency and functionality of Vis-LDMs. By carefully
adjusting the light intensity and wavelength, as well as the
chemical and physical environment, it is possible to optimize
self-propulsion and photonic activity, making way for increased
interest in these devices optimized for the photodegradation of
environmental pollutants. The combination with magnetic
elds is the most studied strategy in recent years, allowing the
guidance and/or control of the Vis-LDMs
direction.31,44,74,79,86,88,89,98

In one study, hybrid-powered Vis-LDMs were prepared,
based on photocatalytic (BiVO4) and magnetic (Fe3O4) mate-
rials, designed to self-propel under sunlight and operate
precisely under a magnetic eld within macrochannels.89 These
motors demonstrated an efficient capacity to degrade different
Fig. 8 Representative scheme of the autonomous movement, capture,
BiVO4/Fe3O4 under a solar simulator in a labyrinth with five channels, w
H2O2 0.1% v/v. Reprinted with permission from ref. 89 (Copyright © 202

1486 | Environ. Sci.: Adv., 2024, 3, 1474–1499
synthetic microplastics. The BiVO4-based photocatalytic motors
were shown to efficiently self-propel in aqueous media under
visible light, attaching to microplastics with different polymer
structures, including polylactic acid (PLA), polycaprolactone
(PCL), polyethylene terephthalate (PET), and polypropylene
(PP), subsequently degrading them into small organic mole-
cules and oligomers (Fig. 8). The combination of visible light
irradiation and a magnetic eld enabled controlled movement
within multichannels, accelerating the photodegradation
process. For the rst time, Vis-LDMs demonstrated the capa-
bility to capture and transport a large amount of microplastics
in a complex labyrinth in response to sunlight, in addition to
efficiently degrading them into smaller oligomers and poly-
mers. The study investigated the photocatalytic degradation of
plastics using various methods. Microplastics were treated with
photocatalysts under visible light, showing gradual weight loss
over 7 days. PLA experienced the most degradation (∼70%),
while PCL, PET, and PP were less affected (∼10%), Plastics
treated with photocatalysts showed increased hydrophilicity
and surface roughness. X-ray photoelectron spectroscopy and
scanning electron microscopy conrmed oxidation and
morphological changes. The photocatalyst effectiveness
declined aer 7 days, but they could be recovered due to their
magnetic properties. This method was energy-efficient, driven
solely by wireless energy, without the need for pre-treatment or
bulky mechanical agitators used in conventional systems,
offering an alternative approach for the real-time removal and
degradation of different microplastics.

Zheng et al.31 described heterogeneous Vis-LDMs fabricated
by a one-step hydrothermal method that simultaneously
deposits gC3N4 photocatalysts and Fe3O4 magnetic nano-
particles onto kapok bers (KF), creating gC3N4–Fe3O4@KF
micromotors. These devices, remotely controllable by visible
light, exhibited linear movement and self-rotation in the pres-
ence of H2O2, with speed modulated by the concentration of
H2O2 and light intensity. The addition of Fe3O4 nanoparticles
transport and degradation of microplastics by the Vis-LDMs based on
ith lengths of 0.4 cm (ii), 0.6 cm (iii) and 0.8 cm (iv), in the presence of
1 American Chemical Society).

© 2024 The Author(s). Published by the Royal Society of Chemistry
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enhanced the photocatalytic Fenton reaction, increasing the
production of reactive species for the degradation of environ-
mental pollutants. The study demonstrated that the combina-
tion of photocatalytic Fenton oxidation with enhanced mass
transfer due to self-propulsion and self-rotation resulted in
signicantly more efficient degradation of RhB dye (99.8% in 60
minutes) compared to stationary systems. The magnetic prop-
erties of the Vis-LDMs facilitated their collection and recycling.

Building on previous work, dual-mode Vis-LDMs based on
foam-like carbon nitride (fC3N4) with Fe3O4 nanoparticles
(Fe3O4/fC3N4) demonstrated self-propulsion through chemical
and magnetic stimuli, which increased photocatalytic activity
and subsequent degradation of organic pollutants.86 These Vis-
LDMs exhibited a three-dimensional porous structure, attrib-
uted to the presence of fC3N4, and efficient photocatalytic
performance under visible light with low H2O2 levels (#2%) due
to the presence of Fe3O4 nanoparticles (∼50 nm). The Vis-LDMs,
when exposed to visible light, initially showed modest tetracy-
cline removal efficiency, improving from 10% to 40% as light
intensity increased (300 and 600 mW cm−2), in 80 min.
However, with the addition of H2O2, efficiency signicantly
increased, reaching up to 96.4% with 2% H2O2. The enhanced
photoactivity was due to electron trapping by Fe3O4 nano-
particles, resulting in greater visible light absorption and effi-
cient e+/h− pair separation. Under an external magnetic eld,
the collective behavior of the Vis-LDMs signicantly increased
the local concentration of catalysts, improving pollutant
removal efficiency. The magnetic properties of Fe3O4 facilitated
recycling and enabled targeted catalysis.

Shivalkar et al.74 presented adaptable Vis-LDMs effective
under adverse environmental conditions, taking advantage of
the improved movement associated with external magnetic
elds andmedium temperature. Thesemicromotors, composed
of carbon dots, iron oxide nanoparticles, and a thermosensitive
polymer (Pluronic-F127), were capable of moving for long
distances in hostile environments, making them viable for
water treatment. These Vis-LDMs demonstrated programmable
and controllable propulsion in response to stimuli such as pH,
temperature, and viscosity, exhibiting low cytotoxicity and
being fabricated from economical precursors. The cylindrical
thermosensitive magnetic Vis-LDM exhibited controlled move-
ment using magnetic elds and temperature, demonstrating
functional efficacy and adaptability for complex operations. The
thermosensitive polymer allowed the micromotors to be
monitored, reused aer magnetic separation, or self-destructed
depending on the medium temperature. They were effective in
degrading toxic pesticides like profenofos, achieving over 70%
degradation in about 8 hours under standard conditions (pH =

4.5 and a viscosity of 1%). Even in a more viscous medium (pH
= 8.5 and a viscosity of 5%), the degradation rate was 60% in 8
hours, showing efficiency in pollutant removal.

4.2.2 Enhancing visible light absorption capacity.
Enhancing the visible light absorption capacity of Vis-LDMs is
crucial to improve their self-propulsion and photonic activity.
This results in higher energy efficiency, improved propulsion,
greater versatility, and sustainability, making these devices
more effective and applicable in different technological and
© 2024 The Author(s). Published by the Royal Society of Chemistry
environmental areas. Numerous studies have focused on
enhancing light absorption capacity to improve the perfor-
mance of photocatalytic Vis-LDMs. The primary strategies
adopted includemodications to activate Vis-LDMs, specically
doping,29,83,85,99 heterojunction formation30,39,80 and crystallinity
adjustments.21,53,76,100

4.2.2.1 Doping. Self-propelled spherical bubble-driven Vis-
LDMs (Pt–ZnIn2S4) with high mobility and photocatalytic
performance, designed for photocatalytic water purication,
were described by Yuan et al.99 Using a simple and efficient UV
reduction method, Pt doping in ZnIn2S4 microspheres formed
by nanosheets was demonstrated. The Pt nanoparticles
enhanced the separation and migration of photogenerated
carriers at the semiconductor interfaces, improving visible light
absorption due to their electron-accepting capability as cocat-
alysts and the localized surface plasmon resonance effect. The
asymmetric structure of Pt–ZnIn2S4 micromotors facilitated the
decomposition of H2O2, generating oxygen bubbles that
propelled the Vis-LDMs at a maximum speed of 970 ± 150 mm
s−1. Compared to traditional photocatalysts, the bubble-
collapse-driven movement of the new Pt–ZnIn2S4 micromotors
improved solution agitation and mass transfer, allowing more
efficient and rapid degradation of methyl orange (MO) dye and
tetracycline hydrochloride (TCH) without the need for
mechanical stirring.

In another study, a chemical precipitation method was used
to synthesize an Fe-doped ZnO-CdS-based Vis-LDMs with
enhanced visible light absorption.83 The new Fe-doped Vis-
LDMs exhibited strong room-temperature ferromagnetism
and approximately 7% improved photocatalytic efficiency
compared to undoped ZnO-CdS nanocomposites. The photo-
catalytic performance of the Fe-doped ZnO-CdS Vis-LDMs was
evaluated for the degradation of MB dye under visible light. The
study compared Fe-doped ZnO-CdS with pure ZnO and ZnO-
CdS nanocomposites. The energy band theory suggests that
heterostructured nanocomposites, like ZnO-CdS, have altered
bandgaps due to the interactions between different materials,
which can enhance photocatalytic activity. Among the tested
catalysts, Fe-doped ZnO-CdS demonstrated superior perfor-
mance. Pure ZnO achieved 31% degradation of MB dye, while
ZnO-CdS improved this to 71% in 80 minutes. The Fe-doped
ZnO-CdS nanocomposite outperformed both, achieving 78%
degradation, under the same conditions. This enhancement
was attributed to the increased visible light absorption capacity
imparted by the Fe doping, which signicantly boosted the
inherent light absorption capabilities of the micromotors.

Liu et al.85 described the synthesis of Vis-LDMs based on Au-
doped ZnO, using vertically aligned ZnO arrays, for enhanced
photocatalytic degradation of tetracycline. Due to efficient
movement capacity and charge separation improved by the
vertical alignment of the ZnO array combined with Au doping,
these light-driven nanomotors removed approximately all
tetracycline (40 mg L−1) in 30 minutes and maintained stable
photocatalytic activity for four cycles without apparent deacti-
vation. The enhanced photocatalytic performance of Au-doped
ZnO nanomotors with vertically aligned ZnO arrays is attrib-
uted to several factors. The vertical alignment facilitates
Environ. Sci.: Adv., 2024, 3, 1474–1499 | 1487
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efficient charge carrier movement and reduces electron–hole
recombination. Au doping enhances charge separation by
capturing electrons and promotes photocatalytic efficiency
through surface plasmon resonance (SPR), increasing light
absorption. This structure provides a large surface area and
more active sites for the reaction, maintaining stability and
preventing Au leaching over multiple cycles. The system
generates reactive oxygen species (ROS) under visible light,
effectively degrading tetracycline into non-toxic byproducts.
This results in a highly efficient, stable photocatalytic system for
environmental applications. This strategy developed to enhance
antibiotic degradation shows great potential for environmental
management.

4.2.2.2 Heterojunction formation. Spherical Vis-LDMs based
on carbon microspheres (CMSs) coated with gC3N4 demon-
strated enhanced capability for photodegradation of organic
pollutants.30 The morphology and composition of the gC3-
N4@CMS micromotor were identied as the main factors
responsible for the higher photonic capacity acquired, as
a result of the increased absorption capacity of visible light.
Asymmetric photocatalytic redox reactions at gC3N4 on the
symmetrical surface of the carbon micromotor under visible
light improved bubble propulsion. This occurred because gC3N4

forms a highly catalytic microporous structure, facilitating
bubble evolution in addition to increasing the surface area
available for light absorption. Thus, self-propulsion reached
speeds exceeding 168 mm s−1 under visible light with a power of
Fig. 9 Schematic representation of (a) the self-propulsion by gC3N4@CM
concentration; (c) speed of the gC3N4@CMS micromotor versus light int
Commons CC BY 4.0 license).

1488 | Environ. Sci.: Adv., 2024, 3, 1474–1499
250 mW cm−2 in the presence of 30% H2O2 (Fig. 9). The high
photocatalytic activity of porous gC3N4, combined with the
rapid movement of Vis-LDMs, resulted in accelerated degrada-
tion of RhB in 60 minutes under visible light (96%), a perfor-
mance twice that of micromotors without propulsion. In
addition to their high performance, these gC3N4@CMS micro-
motors present the advantages of low cost and a simple struc-
ture, facilitating large-scale manufacturing.

Zhou et al.39 developed Vis-LDMs based on rGO/ZnO/BiOI/
Co-Pi/Pt in such a way that ZnO nanoparticles increased the
electronic mobility of the motor for electron transfer, the
transparent conductive lms of reduced graphene oxide, rGO,
acted as electron acceptors, while cobalt phosphate (Co-Pi)
accepted holes, thus enhancing BiOI with catalytic sites to
improve light absorption, charge separation, and consequently
more efficient surface reactions. Pt nanoparticles were crucial in
catalyzing the degradation of H2O2, generating bubbles to drive
the tubular Vis-LDMs. RhB degradation tests revealed that Vis-
LDMs based on BiOI degraded 94% of dye molecules in 30
minutes under visible light, compared to only 5.2% in the dark.
The combination of real-time chemistry, collective behavior of
micromotors, and visible light-excited BiOI photocatalyst action
provided an efficient and active platform for water purication.

The combination of heterojunction strategies involving two
photocatalysts along with doping has also been explored and
has proven to be a highly promising option. For example,
Dharmana et al.76 described Vis-LDMs based on ZnO/SnS core–
Smicromotors; (b) speed of the gC3N4@CMSmicromotor versusH2O2

ensity. Adapted from ref. 30 (Licensed under an open-access Creative

© 2024 The Author(s). Published by the Royal Society of Chemistry
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shell heterojunctions doped with V2O5 for enhanced photo-
catalytic activity in the removal of MB under 300 W visible light
illumination. In this work, the heterojunction was crucial for
creating mixed crystalline phases on the Vis-LDMs surface,
leading to a plasmonic effect. Coupled with V2O5 doping, which
adjusted the semiconductor bandgap, this resulted in improved
visible light absorption, enhancing both the motor self-
propulsion and the speed and efficiency of pollutant removal,
achieving degradation rates of over 96% in 2 hours.

In another study, Dai et al.29 described a plasmonic Ag/
Ag3PO4/gC3N4-based Vis-LDMs, where the gC3N4 nanosheet was
uniformly wrapped around the Ag3PO4 nanopolyhedron,
resulting in a hybrid nanomotor. A charge transfer bridge
formed between Ag3PO4 and gC3N4 due to the reduction of Ag
nanoparticles, inhibiting e+/h− pair recombination and
promoting the transfer of photogenerated carriers to produce
more active species in the photocatalytic reaction (Fig. 10). The
surface plasmon resonance of Ag nanoparticles improved
visible light absorption and utilization. This hybridization,
compared to Ag3PO4 and Ag/Ag3PO4 motors, exhibited higher
photocatalytic activity, with a phenanthrene degradation rate of
0.01756 min−1, being three times and twice higher than that of
Ag3PO4 and Ag/Ag3PO4, respectively. Additionally, it was
observed that aer four reaction cycles, the Ag/Ag3PO4/gC3N4

photocatalyst maintained high photocatalytic activity, likely due
to Ag doping, which increased the chemical resistance of Vis-
LDMs by inhibiting photocorrosion.

4.2.2.3 Crystallinity adjustments. The crystallinity of a mate-
rial signicantly inuences its light absorption capacity
through its ordered structure, photon absorption efficiency, and
enhanced electronic properties. All these inuence the pro-
pulsion and photocatalytic performance of Vis-LDMs. Zhu et al.,
described that the growth of Cu2O crystal facets can signi-
cantly impact its optical and electrical properties, with {110}
and {111} facets exhibiting high activity.80 The excellent crys-
tallinity of Cu2O can inhibit the recombination of photo-
generated charges, improving its photocatalytic activity.
However, photocatalytic Vis-LDMs based on Cu2O typically
exhibit a spherical shape, resulting in low crystallinity and
Fig. 10 Schematic representation of a Vis-LDMs based on Ag/Ag3PO
Reprinted with permission from ref. 29 (Copyright © 2022 WILEY-VCH).

© 2024 The Author(s). Published by the Royal Society of Chemistry
limited exposure of crystal facets, leading to weak separation of
photoexcited e+/h− pairs and light-driven propulsion. There-
fore, current research focuses on adapting crystal morphology
and preserving facets with controllable indices in a single
colloid. In another study polyhedral architectures of Cu2O with
well-dened facets (including low-index facets of {100}, {111},
and {110}, and high-index facets of {211}, {311}, {332}, and
{544}) have been described to enhance photocatalytic properties
and effective separation of photo-generated e+/h− pairs.53

Truncated octahedral Cu2O nanomotors exhibited stable
performance and vigorous movement under visible light, even
at high temperatures (70 °C), due to the efficiency of the sepa-
ration of photo-generated e+/h− pairs, demonstrating efficacy
under various irradiation conditions (blue and green light) and
with different types of biofuels (pure water, glucose, and tannic
acid). Compared to a spheroid, a polyhedral crystal of Cu2O with
higher crystallinity and more exposed controllable index facets
exhibited more vigorous movement under visible light due to
faster and better separation efficiency of photo-generated e+/h−

pairs, due to the formation of a heterojunction surface between
the {100} and {111} facets (Fig. 11).

The photocatalytic performance of Cu2O and TiO2 nano-
composites was evaluated for MB dye degradation. Among the
tested materials, the truncated octahedral Vis-LDMs based on
Cu2O demonstrated the best performance, reducing the total
MB degradation time from 80 to 50 minutes compared to pure
Cu2O nanoparticles. The photocatalytic efficiency increased
with the amount of Vis-LDMs nanowires and octahedra ach-
ieved MB degradation in 35 minutes, faster than other forms.
This improvement is attributed to the enhanced separation of
e+/h− pairs provided by the p–n heterojunction between Cu2O
and TiO2. The results show that the truncated octahedral Vis-
LDMs based on Cu2O exhibits nearly double the photo-
catalytic efficiency of pure Cu2O, mainly due to the anatase
structure and exposed {111} facets that facilitate charge transfer
and enhance dye degradation.

Studying different crystallinity phases, including the amor-
phous phase, of Vis-LDMs based on Ag3PO4 with two distinct
morphologies, cubic and tetrahedral, allowed the identication
4/gC3N4 with representation of charge transfer in a heterostructure.

Environ. Sci.: Adv., 2024, 3, 1474–1499 | 1489
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Fig. 11 (a) Scheme of the propulsion mechanism of a truncated octahedral Vis-LDMs based on Cu2O in pure water under visible light irradiation.
(b and c) Motion trajectories of spherical (b) and truncated octahedral (c) Cu2O motors over 3 seconds. Scale bar: 5 mm. Reprinted with
permission from ref. 53 (Copyright © 2021 Royal Society of Chemistry).
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of distinct and more adjustable self-propulsion forms under
different working conditions, namely without fuel or surfac-
tants.21 The enhanced movement of the particles promoted
biolm removal in comparison with static control experiments,
demonstrating the possibility of a new class of light-driven
biolm-eradicating micromotors that do not require the use
of both H2O2 and UV light. Differences in these movements
were detected according to morphology, which were correlated
with photocatalytic activity. It was the tetrahedral Vis-LDMs
based on Ag3PO4 with dominant {111} facets exposed on the
surface that showed more efficient propulsion movement and
consequently higher biolm inactivation activity. These results
make sense considering that the dominant facets in this
morphology were the most photonically active, allowing for
more efficient bacterial biolm inactivation by visible light
photodegradation as mentioned above (Section 4.1.1).
Fig. 12 Synthesis scheme of a Vis-LDMs based on BiOI/AgI/Fe3O4

doped with Au. Reprinted with permission from ref. 55 (Copyright ©
2020 WILEY-VCH).
4.3 Enhancing stability, reusability and collective behavior

Enhancing the stability and reusability of Vis-LDMs is crucial
for several reasons. First, it prolongs the useful life time of the
devices, ensuring consistent and durable operation over time.
Furthermore, it contributes to improved efficiency and more
consistent photonic activity. Economically, the efficient reus-
ability of Vis-LDMs reduces costs associated with maintenance
and manufacturing, in addition to conserving resources. In
terms of applicability, more stable and reusable motors can be
used under a variety of conditions and in a variety of experi-
ments, making them more exible and versatile. Environmen-
tally, the reuse of Vis-LDMs reduces waste generation and the
environmental impact associated with the production and
disposal of new devices. Recently, there has been concern about
demonstrating the stability, but mainly the reusability of Vis-
LDMs.40,55,81

In the study by Zhan et al.55 the focus was on preparing
photocatalytic Vis-LDMs that could be easily recovered and
reused in the degradation of organic pollutants. Using a simple
1490 | Environ. Sci.: Adv., 2024, 3, 1474–1499
hydrothermal method (Fig. 12), BiOI/AgI/Fe3O4/Aumicromotors
were produced. The BiOI/AgI heterojunction was responsible
for increased stability of the photocatalytic Vis-LDMs due to
reduced charge recombination, improved charge separation
efficiency, better adsorption of reagent molecules, and preven-
tion of corrosion and degradation caused by visible light
activity. Additionally, the integration of Fe3O4 allowed for the
recyclability and reusability of the Vis-LDMs, conrmed by the
application of a magnet. Aer four reuse cycles, one hour each,
a slight reduction in the RhB degradation rate was observed,
from 53.2% to 44.3%, demonstrating the viability of recovering
and reusing the micromotors for pollutant degradation
applications.

In recent studies, a viable method to facilitate the reuse of
Vis-LDMs has been the addition of magnetic response capa-
bilities, allowing for the easy recovery of the micromotors by
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 14 Representative scheme of the photodegradation process that
occurred (a) in an acidic environment and (b) in an alkaline environ-
ment. Reprinted with permission from ref. 102 (Copyright © 2022
WILEY-VCH).
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external magnetic stimuli.40,55 Regarding stability, the hetero-
junction has emerged as the most effective approach to protect
Vis-LDMs from environmental factors and irradiation to which
they are exposed.81

Adaptability to adverse environmental conditions, namely
extreme salinity or pH of the environment, is essential for the
development of more efficient Vis-LDMs. For this it is also
necessary to guarantee the chemical stability of the materials
used. Jiang and collaborators93 described Vis-LDMs with good
stability that conferred the ability to adapt to complex external
environments, such as those with high salinity. They adjusted
the energy bandgap of rutile TiO2 to generate photogenerated
e+/h− pairs under visible light and deposited Pt nanoparticles
and polyaniline on the surface of TiO2 microspheres to facilitate
movement in ion-rich environments. The innovation lies in
modifying the surface of the Vis-LDMs with polymers for ion
tolerance, ensuring the integrity of photogenerated electron
transport. Conductive polyaniline was chosen as the coating,
acting as a barrier against ion penetration and maintaining the
transport of photogenerated electrons and holes (Fig. 13a). The
operating mechanism of the rS-TiO2@Pt/PANI micromotors is
illustrated in Fig. 13b. Under visible light illumination, a redox
reaction occurs on the illuminated side of the Vis-LDMs,
inducing movement through the asymmetric distribution of
byproducts. These new Vis-LDMs exhibited electrophoretic
movement in NaCl solutions with concentrations up to
0.1 mol L−1, reaching a speed of 0.47 mm s−1 without the need
for additional chemical fuels. The propulsion of the micro-
motors was generated exclusively by water splitting under
visible light illumination, offering several advantages over
traditional micromotors, such as biocompatibility and the
ability to operate in high ionic strength environments.

Rh2O3-Au nanorods powered by visible light101 were indi-
cated for use under adverse pH conditions due to their
demonstrated resistance to strong acids and bases. This resis-
tance was attributed to the chemical properties of their
constituents. The choice of Au, a noble metal with high resis-
tance to corrosion and chemical reactions, which does not
easily react with the strongest acids and bases, combined with
the selection of Rh2O3, a stable compound with strong bonds
and a crystalline structure resistant to strong acids and bases,
resulted in Vis-LDMs nanorods with high chemical resistance
Fig. 13 Schematics demonstrating (a) a photoelectrochemical reaction
pulsion under visible light illumination. Adapted from ref. 93 (Licensed u

© 2024 The Author(s). Published by the Royal Society of Chemistry
and stability, making them suitable for adverse pH conditions.
Additionally, Rh2O3 formed a heterojunction with Au, allowing
the Rh2O3–Au nanorods to move in the direction of the hemi-
sphere where Au was, under visible light via self-
electrophoresis, with the speed increasing with light intensity
(maximum 28.5 mm s−1 with 10% H2O2).

Similarly, new Vis-LDMs based on gC3N4 doped with Fe3+

(FCN) with enhanced photocatalytic capabilities under extreme
pH conditions have been described.102 In the presence of H2O2,
these new Vis-LDMs demonstrated the ability to degrade tetra-
cycline (50 mg L−1) with a constant rate of 0.034 min−1 at acidic
pH (3.1) and 0.091 min−1 at alkaline pH within the rst 20
minutes, corresponding to a degradation percentage exceeding
85%. Fe3+ doping facilitated the formation of Fe–N bonds,
similar to those found in biologically rich residues with enzyme
centers containing Fe–N, which enhanced e+/h− pair absorption
that occurs on the surface of the micromotor; (b) micromotor pro-
nder an open-access Creative Commons CC BY 4.0 license).
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and separation, accelerated the Fe2+/Fe3+ catalytic cycles, and
served as active sites for the production of photon-generated
carriers (Fig. 14). This study demonstrated a simple and cost-
effective approach for synthesizing efficient visible-light-
driven photocatalysts for the photo-Fenton reaction, over-
coming the challenge of low catalytic activity under alkaline
conditions.

In summary, the adaptation of Vis-LDMs to adverse envi-
ronmental conditions, achieved by the stability of the materials,
can improve photocatalytic efficiency under any less favorable
condition, allowing them to operate consistently and effectively.

Regarding the collective behavior of Vis-LDMs, this can
enhance their efficiency in several ways. Operating collectively,
Vis-LDMs can synchronize their movements, distribute
Fig. 15 Schematic illustration showing (a and b) the movement of BiVO
0.2 W cm−2 and 0.6 W cm−2, respectively; (c) optical microscope im
micromotors (scale bar: 5 mm); (d and e) schematic illustration of the agg
the mechanisms of autodiffusiophoresis and electroosmosis, respectiv
Commons CC BY 4.0 license).

1492 | Environ. Sci.: Adv., 2024, 3, 1474–1499
capacities evenly, and increase their load carrying capacity. This
results in more efficient use of energy and resources, and
enables them to perform complex tasks more effectively than if
they were operating individually. In essence, the collective
behavior of Vis-LDMs can make them more efficient and
versatile in their photocatalytic activity. For example, a study
described Vis-LDMs inspired by the swarming behavior of
bacteria, aiming for cooperation and communication among
them, as well as the cooperative transport of large loads.103 The
Vis-LDMs based on BiVO4 and GO/BiVO4, were synthesized by
a hydrothermal method, demonstrating self-propulsion without
the need for fuel and dynamic collective “predator-prey”
behavior using the photocatalytic reaction of BiVO4. A unique
behavior was observed: smaller (2 mm) BiVO4 particles
4 particles around the GO/BiVO4 micromotor under light irradiation of
ages showing the aggregation and disaggregation process of BiVO4

regation and disassembly behavior based on the competition between
ely. Adapted from ref. 103 (Licensed under an open-access Creative

© 2024 The Author(s). Published by the Royal Society of Chemistry
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(“predators”) were attracted to larger (10 mm) GO/BiVO4 parti-
cles (“prey”) under weak light (0.2 W cm−2), managing to escape
under intermediate light (0.6 W cm−2) (Fig. 15a–c). The average
speed of the Vis-LDMs increased with light intensity; however,
the GO/BiVO4 micromotor did not move under weak light due to
the higher drag force of the uid. Doping with GO accelerated
the photocatalytic reaction, resulting in higher speed under
intense light. Under weak light, the electric eld generated by
the photocatalytic reaction caused an electroosmotic ow that
attracted the smaller BiVO4 micromotors to the larger ones.
Under intermediate light, self-diffusiophoresis dominated,
Table 2 Summary of the recent solutions used to address specific limit

Challenges Recent solutions

Ecological, sustainable and biocompatible variants of Vis-LDMs
Absence of fuel Optimizing the morphology to obtain crysta

crystal facets that enhances photocatalytic a
Hybridization of Vis-LDMs with inorganic m
thiophene and triazine units, guides movem

Biofuels (e.g.
glucose, and
tannic acid)

Impregnation of Vis-LDMs with an enzymati
to produce H2O2, which is then broken dow
oxygen bubbles that propel the nanoparticle
Doping of Vis-LDMs with GO: this improves
charge separation, increasing surface area, i
introducing local photothermal effects

Natural
resources for Vis-
LDM production

Using biological resources rich in carbon and
for the production of functional Vis-LDMs.
Creating Vis-LDMs inspired by biological mo
nanocrystals or NiMn-CLDH nanosheets with
nanosheets have built-in oxidase/peroxidase
structure with more reactive sites, enhancin
Impregnation of Vis-LDMs with a molecular p
its spatial conformation upon exposure to spe
controlled substitution of the motor mechan

Combination
with other
external
parameters

Creating hybrid-powered Vis-LDMs using ma
enhanced the photocatalytic Fenton reaction
species for the degradation of environmenta

Doping Doping with noble metals (Pt and Au): this en
photogenerated carriers at semiconductor in
absorption due to their ability to accept elec
surface plasmon resonance effect

Heterojunction
formation

Creating Vis-LDMs by forming heterojunctio
BiOI; ZnO/SnS; TiO2/CdS; and Ag3PO4/gC3N4

facilitating charge separation. The electric e
pairs, reducing recombination and increasin
semiconductors with complementary band g
boosting photonic performance

Crystallinity
adjustments

Optimizing the morphology to obtain crysta
crystal facets that enhances photocatalytic a

Enhancing stability, reusability and collective behavior
Reuse Creating hybrid-powered Vis-LDMs using ma

programmable and controllable propulsion i
and reuse

Collective
behavior

Creating Vis-LDMs with the same photocata
diameters by doping with GO in order to obt
that are attracted by larger GO/BiVO4 particl
collective movement

Stability Modifying the surface of Vis-LDMs with poly
tolerance, protect photogenerated electron t
penetration, and maintain stability under va

© 2024 The Author(s). Published by the Royal Society of Chemistry
dispersing the BiVO4 micromotors (Fig. 15d). By adjusting the
light intensity, it was possible to control the formation and
dispersion of micromotor clusters. This mechanism achieved
excellent catalytic performance, presenting a rate constant of
1.87× 10–2 L m−2 s−1.

This cooperative effect demonstrated a new capability of Vis-
LDMs in terms of adaptability and controllable behavior.
Specically, the ability to control the formation and dispersion
of clusters by adjusting light intensity allows for precise
manipulation of micromotor activity, optimizing their efficiency
for specic tasks. Furthermore, the dynamic response of
ations of Vis-LDM photocatalysts
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micromotors to different light intensities creates a form of
adaptation, making Vis-LDMs more versatile and effective in
different environments. In terms of photocatalytic perfor-
mance, the micromotors, including BiVO4 and GO/BiVO4 vari-
ants, showed high efficiency in RhB dye degradation. Under
light intensities of 0.2 W cm−2 and 0.6 W cm−2, the Vis-LDMs
achieved a 97.4% degradation rate, in 30 minutes. UV-vis
spectroscopy conrmed effective dye degradation, as indicated
by the decreasing absorption peak of RhB. The degradation
followed rst-order kinetics with an apparent rate constant of
0.076 min−1. The normalized rate constant of 1.87× 10−2 L m−2

s−1 highlighted the micromotors’ strong performance in
organic pollutant removal. Overall, the BiVO4-based Vis-LDMs
demonstrated excellent photocatalytic efficiency.

Table 2 compiles the main advances in photocatalytic Vis-
LDMs applied to the degradation of environmental pollutants,
with a brief summary of each solution used to address specic
limitations encountered.

5. Conclusions

This review addresses recent advances in Vis-LDMs photo-
catalysts, highlighting their great potential to effectively and
sustainably mitigate environmental pollution. It focuses on
recent achievements for tackling the limitations identied in
the eld, and provides an overview of materials, synthesis
techniques, and applications in the removal of pollutants. The
choice of materials such as gC3N4,30–32 Cu2O,33,34,52,53

Ag3PO4,21,29,35–37 and BiOI39–43 is crucial for the efficacy of the
photocatalysts, despite the challenges entailed by these mate-
rials such as rapid pair recombination and low charge effi-
ciency. Semiconductors like TiO2 and ZnO continue to be
extensively explored despite their limitations in absorbing
visible light. Strategies such as doping,46,47 forming hetero-
junctions44,45 and dye sensitizing48 have been used to improve
these properties. However, additional challenges like durability,
dependence on toxic chemical fuels, stability, and recovery of
Vis-LDMs still require future efforts to overcome them. Inno-
vations in photocatalytic materials, surface modications, and
synthesis conditions have been explored to optimize the appli-
cation of Vis-LDMs in the photodegradation of pollutants.

Recent advances in fuel-less Vis-LDMs relied on inorganic–
organic hybrid structures84 and crystalline materials with
adjustable morphologies that increase the exposure of the most
active crystalline facets.21 While these modications extend
their applications and improve sustainability, they may reduce
the efficiency of light energy conversion, decreasing movement
and photonic efficacy. Alternatives with biofuels such as water,
glucose, and tannic acid53 have been explored due to their lower
toxicity, although they also face logistical and economic chal-
lenges, such as the need for continuous supply and the
complexity of storage and delivery.

The transition to natural/biological materials has been
explored to promote sustainability and environmental effi-
ciency in Vis-LDMs. Using natural resources like lignin,77

cellulose nanocrystals,78 and halloysite87 a sustainable approach
for producing these devices has been developed. These
1494 | Environ. Sci.: Adv., 2024, 3, 1474–1499
materials offer biocompatibility and resource reuse, allowing
the integration of enzymes and biomolecules for innovative
propulsion mechanisms.97 However, these new Vis-LDMs face
challenges in energy conversion efficiency and the integration
of biological and inorganic components, requiring more
appropriate synthesis techniques.

Strategies to increase the efficiency and versatility of Vis-
LDMs, such as doping, heterojunction formation, and crystal-
linity adjustments, have been described in this review.

The stability and reuse of Vis-LDMs are limitations that must
be overcome to extend their useful lifetime, improve efficiency,
and reduce costs. Recent advances, including the integration of
magnetic capabilities to facilitate the recovery of motors and the
development of materials resistant to adverse conditions, have
been described in this review.

Adapting to environmental conditions and the collective
behavior of Vis-LDMs have been explored as challenges to
improve their catalytic efficiency under adverse conditions.
Collective work among Vis-LDMs demonstrated the possibility
of synchronized movements and uniform distribution of capa-
bilities, increasing operational efficiency. This allowed Vis-
LDMs to adapt to environmental conditions while maintain-
ing controllable and stable behavior.

Photocatalytic Vis-LDMs have demonstrated strong effec-
tiveness in pollutant removal across various applications. When
addressing bacterial biolms, these micromotors excel, partic-
ularly when in motion, leading to signicant reductions in both
biolm viability and thickness. In the degradation of organic
pollutants, such as dyes, these micromotors achieve high
removal rates, with enhancements from additives like hydrogen
peroxide further boosting efficiency. For microplastic remedia-
tion, Vis-LDMs effectively reduce plastics to smaller fragments,
with their magnetic properties aiding in recovery and continued
use. Advances in photocatalytic materials, including Fe-doped
ZnO–CdS and Cu2O–TiO2 composites, have further improved
degradation performance, underscoring the versatility and
enhanced capabilities of these technologies in environmental
cleanup.

In summary, Vis-LDMs demonstrate enormous potential for
the effective photodegradation of pollutants, with recent
advances indicating signicant progress in overcoming chal-
lenges and expanding possibilities for future practical applica-
tions. However, it is important to note that despite these
advances, denitive solutions to these limitations are still
needed.

6. Future perspectives

Despite Vis-LDMs representing an emerging research area
poised to revolutionize the eld of photodegradation of
pollutants, signicant technical and scientic challenges still
need to be overcome for this technology to reach its full matu-
rity and commercialization. Specically, scalability, cost-
effectiveness, and environmental compatibility remain key
concerns. While Vis-LDMs have shown effectiveness on a small
scale in laboratory settings, scaling up their production and
deployment to tackle real-world environmental challenges
© 2024 The Author(s). Published by the Royal Society of Chemistry
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presents a substantial obstacle. Developing manufacturing
processes capable of producing these robots in large quantities
while maintaining quality and consistency is essential for
practical implementation on a larger scale.

Cost-effectiveness is another critical factor requiring atten-
tion. Currently, the production and deployment of Vis-LDMs
can be costly, limiting their accessibility and viability for wide
adoption. Finding ways to reduce production costs without
compromising the performance and reliability of these robots is
essential to make them economically feasible for environmental
cleanup applications. Furthermore, ensuring the environ-
mental compatibility of Vis-LDMs is crucial. It is important to
evaluate the potential ecological impacts of deploying these
robots in natural environments and mitigate any adverse effects
on ecosystems. Designing Vis-LDMs with biodegradable mate-
rials or incorporating mechanisms for safe disposal aer use
can help minimize their environmental footprint. Addressing
these challenges will be crucial to unlock the full potential of
Vis-LDMs in environmental cleanup and realize their benets
for sustainable development and environmental protection.
Collaboration among researchers, engineers, and industry
stakeholders will be essential to overcome these obstacles and
drive innovation in this eld.

The incorporation of programmable routes and precise
navigation would also be benecial to allow Vis-LDMs to access
hard to reach areas with accuracy and autonomy, enhancing
their versatility and ability to navigate challenges without
causing damage due to their exible nature. In order to locate
and remove the most hazardous contaminants from waste-
water, Vis-LDMs should exhibit selective behavior. The molec-
ular imprinting technique, where a molecule (template) is
imprinted onto a material (matrix) during preparation, followed
by template removal to leave complementary cavities allowing
selective adsorption, presents a potential solution to this
problem. However, current literature on selective micro/
nanomotors has primarily focused on those driven by
magnetic elds, with limited research on light-driven micro/
nanomotors, particularly Vis-LDMs.

Regarding the disadvantage the limited navigation range of
Vis-LDMs, this becomes particularly challenging when they are
required to operate in large volumes of water, oenmeasured in
cubic meters. Developing hybrid Vis-LDMs that integrate
different propulsion mechanisms, such as chemical and
magnetic, could offer navigation control by directed light or
magnetic elds, resulting in much greater travel distances.
Alternatively, operating a large volume of uid through small
ow systems, where limited range is less of an issue or directed
light is of easy implementation, represents another potential
solution to this limitation. Gravitational sedimentation of Vis-
LDMs is another possible signicant limitation, associated
with all micromotors in general, having the potential to greatly
affect the physical characteristics of movement and the catalytic
properties of these devices. This issue is rarely accounted for in
the literature, as corroborated by the fact that none of the recent
papers reviewed here tackle it. It is desirable that researchers
include the assessment of the settling properties of LDMs in
their studies. In case it is found necessary to mitigate the impact
© 2024 The Author(s). Published by the Royal Society of Chemistry
of sedimentation, some strategies can be adopted. One possible
approach is to develop Vis-LDMs with properties that minimize
sedimentation, such as rougher surfaces that enhance suspen-
sion, or the incorporation of stabilizing agents. External tech-
niques, such as electric and magnetic elds, can also help keep
the motors suspended and evenly distributed within the uid.
Adjusting operational conditions, such as the uid viscosity and
density, can reduce the sedimentation rate and improve the
overall efficiency of the Vis-LDMs in pollutant treatment.
Reducing the density of Vis-LDMs is also crucial, as it can delay
sedimentation; this can be achieved, for example, through the
synthesis of hollow structures.

Future research efforts should focus on testing these robots
in real world contaminated samples to assess their practical
feasibility and address navigation challenges. In conclusion,
overcoming these challenges through collaborative research
and innovation will be essential for fully harnessing the
potential of Vis-LDMs for environmental remediation, contrib-
uting to a cleaner and healthier environment globally.
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N. J. Cho, et al., Bioinspired Spiky Micromotors Based on
Sporopollenin Exine Capsules, Adv. Funct. Mater., 2017,
27(32), 1–9, DOI: 10.1002/adfm.201702338.

74 S. Shivalkar, S. Yadav, A. Tauheed, M. Tariq, S. K. Samanta,
M. P. Sk, et al., Programmed Logic Operation-Based
Controlled Movement of Self-Destructive Microbots for
Toxic Pesticide Degradation, ACS Appl. Eng. Mater., 2023,
1(11), 2858–2867, DOI: 10.1021/acsaenm.3c00383.

75 E. M. Kutorglo, R. Elashnikov, S. Rimpelova, P. Ulbrich,
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