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tic polymers through C–H
fluoroalkylation†

Sally E. Lewis, Bradley E. Wilhelmy, Jr and Frank A. Leibfarth *

The unique properties imparted by planar, rigid aromatic rings in synthetic polymers make these

macromolecules useful in a range of applications, including disposable packaging, aerospace materials,

flexible electronics, separation membranes, and engineering thermoplastics. The thermal and chemical

stability of aromatic polymers, however, makes it difficult to alter their bulk and/or surface properties and

results in challenges during recycling. In response, we report a platform approach for the C–H

functionalization of aromatic polymers by taking advantage of their innate reactivity with electrophilic

radical intermediates. The method uses mild reaction conditions to photocatalytically generate

electrophilic fluoroalkyl radicals for the functionalization of an array of commercially relevant

polyaromatic substrates, including post-industrial and post-consumer plastic waste, without altering their

otherwise attractive thermomechanical properties. The density of fluorination, and thus the material

properties, is tuned by either increasing the reagent concentration or incorporating longer perfluoroalkyl

species. Additionally, the installation of versatile chemical functionality to aromatic polymers is

demonstrated through the addition of a bromodifluoromethyl group, which acts as an initiator for atom

transfer radical polymerization (ATRP) grafting of vinyl polymers. The method described herein imparts

new and versatile chemical functionality to aromatic polymers, enabling an efficient approach to diversify

the properties of these otherwise recalcitrant commodity plastics and demonstrating a viable pathway to

upcycle post-consumer plastic waste.
Introduction

Synthetic polymers that contain aromatic rings, including
polystyrene, poly(ethylene terephthalate), polycarbonate, and
high performance polymers, are omnipresent in modern
materials.1–6 The range of applications for these plastics is
a testament to the unique properties imparted by planar and
rigid aromatic moieties. A common approach to tune the bulk
and/or surface properties of these materials is copolymeriza-
tion, where a comonomer that contains the desired function-
ality is included in the polymerization.6 Copolymerization of
high-volume polymers, however, requires re-optimization of
polymerization processes and can necessitate supplanting
synthetic infrastructure on-scale, which is both cost- and labor-
intensive.7 Furthermore, copolymerization strategies oen
suffer from disparate monomer reactivity, resulting in aniso-
tropic material properties.

Post-polymerization modication (PPM) of high-volume
aromatic polymers is an appealing approach to modify mate-
rial properties.8 A general PPM strategy could diversify the
h Carolina at Chapel Hill, 125 South Rd,

l@unc.edu
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properties of a wide-variety of commercial polymers while
leveraging existing industrial infrastructure. Additionally, the
development of PPM methods that increase the value of post-
industrial and/or post-consumer aromatic polymers would
provide a platform strategy for the upcycling of plastic waste.
This upcycling approach is especially relevant for aromatic
materials that are traditionally difficult and cost-prohibitive to
mechanically recycle, such as expanded polystyrene (EPS) foam
and high-performance polymers.9–12

Exploiting the innate reactivity of aromatic polymers has the
potential to introduce a wide array of chemical functionality
while retaining the benecial properties of the parent polymer.
Electrophilic radicals represent reactive intermediates that are
well-known to undergo formal C–H functionalization with
electron-rich or electron-neutral aromatic rings.13 Despite
a renewed interest in these species for the functionalization of
small molecules,14–16 general methods that enable functionali-
zation of aromatic polymers using electrophilic radicals
remains underexplored.

Electrophilic radical-mediated functionalization of aromatic
polymers has historically focused on polymer halogenation.
Radical bromination of polystyrene (PS) was rst reported by
Staudinger and subsequently studied by a number of groups
and developed into a commercial process.17–21 Direct uorina-
tion of aromatic polymers using uorine gas was later reported
This journal is © The Royal Society of Chemistry 2019
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Fig. 1 Approaches for the functionalization of aromatic polymers with
electrophilic radicals. (A) PPM via radical halogenation and tri-
fluoromethylation using perfluoroacyl peroxides as a precursor to
trifluoromethyl radicals. (B) Ourmethod accesses electrophilic radicals
to functionalize a variety of commodity aromatic polymers.
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by Lagow and coworkers to yield partially or peruorinated
materials.22 These and other halogen-centered radicals engage
in a number of reactions with aromatic polymers, including
hydrogen atom abstraction and aromatic substitution. The poor
chemoselectivity of these approaches result in signicant
polymer chain-cleavage and chain-coupling upon halogenation,
thus compromising their otherwise attractive thermomechan-
ical properties.

Functionalization of aromatic polymers by electrophilic
peruoroalkyl radicals, however, has the potential to be a mild
and chemoselective route for PPM.23 The pyramidal ground
state of the triuoromethyl radical and its low-lying singly-
occupied molecular orbital results in rapid addition to
electron-rich alkenes or aromatic systems as opposed to
participating in deleterious hydrogen-atom abstraction or
radical recombination reactions.13 In seminal work, Shuyama
reported the uoroalkylation of poly(a-methylstyrene) using
(peruoroethyl)phenyliodonium triate to achieve 24 per-
uoroethyl groups per 100 repeat units, or 24 mol% function-
alization.24 Subsequently, Sawada and coworkers pioneered the
use of peruoroacyl peroxides (PFAPs) as uoroalkyl radical
precursors for the functionalization of a variety of aromatic
substrates.25 Notably, PFAP-mediated triuoromethylation of
polystyrene resulted in 80 mol% functionalization. This
approach, however, was accompanied by a coincident increase
in the molecular weight distribution (MWD) of the polymer due
to polymer chain coupling, with the dispersity (Đ) of polystyrene
increasing from 1.06 to 2.41 at 80 mol% functionalization.26

Furthermore, PFAPs must be formed and used immediately due
to their rapid and sometimes violent decomposition at
temperatures above 0 �C.27 A modular, tunable, and user-
friendly method for the uoroalkylation of aromatic polymers
that maintains the benecial properties of the parent material
remains underdeveloped.28

We envisioned an approach that utilizes electrophilic radi-
cals not only to uorinate materials, but also to impart addi-
tional functionality onto commodity aromatic polymers to
diversify their physical properties. The benets of uoroalkyl
groups inmedicinal chemistry have spurred the development of
a variety of approaches for the generation of electrophilic uo-
roalkyl radical reactive intermediates.13,29–37 We identied
a photocatalytic method developed by Stephenson and
coworkers as an attractive system for polymer substrates.38–40

This approach demonstrated mild reaction conditions, toler-
ance to a wide variety of functional groups, operationally simple
reaction set-up, and low-cost reagents. Driven by the need for
a chemoselective method to diversify the properties of
commodity aromatic polymers, we sought to expand this pho-
tocatalytic strategy for uoroalkylation of macromolecules
(Fig. 1).

We report a platform approach for the C–H functionali-
zation of aromatic polymers that enhances their physical
properties through the use of electrophilic radical reactive
intermediates. Photocatalytic generation of electrophilic
uoroalkyl radicals under mild reaction conditions enables
chemoselective polymer functionalization with no evidence
of deleterious chain coupling or chain scission side
This journal is © The Royal Society of Chemistry 2019
reactions. The approach takes advantage of the innate reac-
tivity of aromatic polymers, providing a platform for the
functionalization of a variety of commercially valuable
commodity polymers as well as post-industrial and post-
consumer plastic waste. Electrophilic radicals generated
from both short- and long-chain peruoroalkyl acid anhy-
drides enable a tunable density of uorine to be installed
under operationally simple reaction conditions. Further-
more, installation of a bromodiuoromethyl group imparts
functionality that serves as an initiator for atom transfer
radical polymerization (ATRP), providing a facile approach
for the chemical diversication of commodity polymers.41

The versatile strategy described herein imparts valuable
functionality onto otherwise recalcitrant commercial and
waste polymers through C–H functionalization, providing
opportunities to add value to these pervasive materials and
upcycle post-consumer plastic waste.
Results & discussion

The photocatalytic method reported by Stephenson for the
peruoroalkylation of small molecule substrates provided
a conceptual framework to access uoroalkyl radicals. Trans-
lating the method to a successful polymer functionalization
strategy, however, faced considerable hurdles. The modest yield
for the triuoromethylation of non-functional substrates such
as benzene and mesitylene indicates that not all uoroalkyl
radicals are participating in productive reactivity. Additionally,
the steric environment of a random coil polymer in solution
Chem. Sci., 2019, 10, 6270–6277 | 6271
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could limit the extent of functionalization. To probe structure–
reactivity relationships for the uoroalkylation of aromatic
polymers, we chose triuoroacetic anhydride (TFAA) due to its
simple 19F NMR signature and polystyrene as a model substrate
due to its high-volume production and challenges in recycling
streams.

PS substrate 1, designed and synthesized via ATRP to
contain a triuoromethyl group at the chain end, was used for
optimization studies. The chain end served as a polymer-
bound internal standard for quantication of tri-
uoromethylation by 19F NMR. The narrow dispersity of the
model polymer (Đ ¼ 1.04) enabled the determination of subtle
changes in the number-average molar mass (Mn) and Đ under
the reaction conditions.
Fig. 2 Reaction conditions for the trifluoromethylation of 1. (A) Results
oxide and TFAA equivalents compared to repeat unit. Each set of cond
demonstrates example GPC chromatograms at each condition. (B) A repr
1. Proposed peak assignments were determined by small molecule and c
experiment where X ¼ 5 and resubjected to the reaction conditions.

6272 | Chem. Sci., 2019, 10, 6270–6277
Triuoromethylation of 1 was achieved by combining 1.0
equivalent of pyridine N-oxide and 1.1 equivalents of TFAA
relative to repeat unit, and 1.0 mol% Ru(bpy)3Cl2 relative to
pyridine N-oxide in dichloromethane (DCM) at room tempera-
ture under 420 nm blue light irradiation. The reaction resulted
in 32 � 2 mol% triuoromethylation (Fig. 2A). An analogous
reaction performed in the dark resulted in no tri-
uoromethylation of 1, and performing the reaction under
irradiation without the Ru(bpy)3Cl2 photocatalyst resulted in
only 7 mol% triuoromethylation. The reaction performed
equally well in the presence of oxygen or with rigorous exclusion
of oxygen, which simplied reaction setup. A catalyst loading of
1.0 mol% proved to be optimal, as both decreasing and
increasing the relative amount of Ru(bpy)3Cl2 resulted in
of polystyrene trifluoromethylation at various amounts of pyridine N-
itions was performed in triplicate to give a standard deviation. Inset
esentative 19F NMR spectra of the regiorandom trifluoromethylation of
opolymerization studies (Fig. S1†). *The reaction was isolated from the

This journal is © The Royal Society of Chemistry 2019
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Fig. 3 Mol% trifluoromethylation of the repeat unit of commercial
aromatic polymers. For poly(bisphenol A carbonate) 20mol% of repeat
unit is functionalized indicating that 10 mol% of the aryl rings are
functionalized.
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decreased triuoromethylation. Alternative solvents and lower
or higher concentrations resulted in inferior reaction perfor-
mance. A complete reaction optimization table can be found in
the ESI (Table S1†).

Varying the stoichiometry of TFAA and pyridine N-oxide
compared to repeat unit provided a tunable level of polymer
C–H triuoromethylation. The addition of 0.5 equivalents of
pyridine N-oxide and 0.55 equivalents of TFAA compared to
repeat unit of 1 resulted in an average of 19 � 2 mol% func-
tionalization, while the addition of 5.0 and 5.5 equivalents,
respectively, resulted in 71 � 8 mol% functionalization
(Fig. 2A). Increasing reagent equivalents above 5.0 resulted in
decreased mol% functionalization, likely due to separation of
a TFAA phase from the rest of the reaction components.
Resubmitting material with 71 mol% functionalization to the
reaction conditions further increased triuoromethylation to an
average of 108 CF3 units per 100 styrene repeat units, which we
attribute to the addition of two triuoromethyl groups to
a single styrene repeat unit. This high density of functionali-
zation is rarely observed in C–H functionalization reactions on
commodity polymers8 and speaks to the efficiency of the
method.

Following triuoromethylation, gel permeation chroma-
tography (GPC) demonstrated a shi to shorter retention
times, indicating an increase in polymer molecular weight
associated with a change in the hydrodynamic radius of the
polymer upon functionalization (Fig. 2A). The Đ of the poly-
mer changes very little even aer exposure to large excesses of
the reagent, highlighting the chemoselective reaction condi-
tions. This triuoromethylation approach is in contrast to
previous work using PFAPs, which uniformly reported
a signicant increase in Đ that scaled with the relative
concentration of the acyl peroxide uorinating agent
employed in the reaction.

19F NMR provided quantitative evidence of polystyrene tri-
uoromethylation. New peaks in the 19F NMR spectrum aer
the reaction demonstrated regiorandom polystyrene tri-
uoromethylation (Fig. 2B). The synthesis of a number of well-
dened copolymers and small molecules facilitated peak
assignments (Fig. S1†). Previous work has demonstrated that
alkyl groups on an aromatic ring direct radical tri-
uoromethylation ortho/para due to inductive effects.37,38,42 We
hypothesize that the broad singlet at �62 ppm encompasses
both para and meta functionalization of a styrene repeat unit.
The two broad peaks between�57 and�60 ppm represent ortho
triuoromethylation, with the upeld-most peak being
assigned to the ortho triuoromethyl group in a repeat unit that
contains both ortho and para bistriuoromethylation. This
hypothesis was conrmed through the synthesis and charac-
terization of an electronically similar small-molecule analogue,
20,40-bis(triuoromethyl)cumene. As functionalization
increases, the number of rings that include two triuoromethyl
groups also increases (Fig. S2†). Lastly, benzylic functionaliza-
tion is also observed and corresponds to less than 4mol% of the
functionalized repeat units even at high reagent loadings (5.0
equivalents of pyridine N-oxide and 5.5 equivalents of TFAA)
(Table S2†).
This journal is © The Royal Society of Chemistry 2019
Thermal properties of triuoromethylated polymers were
investigated. Polystyrene 1 had a decomposition temperature
(TD), measured by thermal gravimetric analysis (TGA) where the
polymer lost 10% of its initial mass, of 329 �C. Tri-
uoromethylation did not signicantly alter the TD of the
materials, conrming the thermal stability of the functionalized
polymers. The inuence of polystyrene triuoromethylation on
the glass transition temperature (Tg) was analysed by differen-
tial scanning calorimetry (DSC), with data taken from the
second heating cycle at a ramp rate of 10 �C per minute. The Tg
of 1 lowered slightly from 84 �C to 75 �C at 45 mol% function-
alization. Increasing the density of triuoromethylation to
63 mol% did not signicantly inuence thermal behaviour (Tg
¼ 80 �C). The application of Gordon–Taylor theory to previously
measured values for the Tgs of triuoromethylstyrene homo-
polymers ts qualitatively with the observed results (Table S3†).

Aer successful polystyrene triuoromethylation, this
methodology was expanded to other commercially valuable
aromatic polymer substrates (Fig. 3). These reactions were run
at 2.0 equivalents of pyridine N-oxide and 2.2 equivalents of
TFAA compared to polymer repeat unit. For reference, the
reaction achieved 45 mol% triuoromethylation of 1 under the
same conditions. Functionalization reactions of poly(4-
methylstyrene) and poly(4-tert-butylstyrene) were successful,
achieving 63 and 23 mol% triuoromethylation, respectively.
Poly(4-tert-butylstyrene) demonstrated a lower mol% function-
alization than PS under analogous conditions, presumably due
to steric hindrance. Poly(4-methylstyrene), however, achieved
a considerably higher degree of functionalization of 62 mol%,
presumably due to the additional electron density of the
aromatic ring.
Chem. Sci., 2019, 10, 6270–6277 | 6273
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The introduction of electronegative functional groups to
polymers made by step-growth polymerization is valuable due
to the difficulty of incorporating electronically dissimilar
monomers into a copolymerization. Polyesters and poly-
carbonates are the highest-volume polymers produced by step-
growth polymerization; thus, representative substrates from
these polymer classes were prioritized for tri-
uoromethylation.43,44 These reactions were run at 2.0 equiv-
alents of pyridine N-oxide and 2.2 equivalents of TFAA
compared to repeat unit. Exposure of bisphenol A-derived
polycarbonate to the reaction conditions resulted in
10 mol% functionalization of the repeat units. Further, tri-
uoromethylation of commercial polyesters including poly(-
ethylene terephthalate) (PET) and Eastman's Tritan®
copolyester resulted in 14 and 20 mol% functionalization,
respectively. For both polycarbonates and polyesters, we
hypothesize that the lower mol% triuoromethylation
compared to polystyrene is a result of the electron poor nature
of the aromatic ring.

Following the successful C–H uoroalkylation of structur-
ally diverse polymer substrates, the functionalization of post-
industrial and post-consumer plastic waste was tested. Poly-
styrene was selected as a substrate for these studies due to the
difficulties in recycling EPS foam.10–12 Post-industrial EPS
foam waste with a Mn of 71 kg mol�1 and Đ of 2.92 generated
as a by-product during production of foam packaging was
procured. Post-consumer polystyrene with a Mn of 75 kg
mol�1 and Đ of 2.85 was secured from an EPS foam cooler that
would otherwise have been disposed. Both post-industrial
and post-consumer polystyrene were exposed to the reaction
conditions at 2.0 equivalents of pyridine N-oxide and 2.2
equivalents of TFAA. These materials demonstrated analo-
gous reactivity and mol% functionalization to a sample of
pristine polystyrene and had no signicant change in MWD
aer functionalization (Fig. S6 and S7†). These experiments
Fig. 4 Alternative perfluoroalkyl sources for polymer functionalization.
anhydrides, including perfluoroethyl-, perfluoropropyl, chlorodifluorom
Fluoroalkyl acyl chlorides are also able to act as fluorinating reagents, de

6274 | Chem. Sci., 2019, 10, 6270–6277
prove that the formulation, processing, and use of post-
industrial and post-consumer EPS foam does not have
a substantial inuence on polymer C–H uoroalkylation.
These results further display the chemoselectivity and effi-
ciency of functionalization by electrophilic radicals and
indicate the potential for C–H uoroalkylation to upcycle
post-consumer plastic waste.

With photocatalytic C–H triuoromethylation established on
a variety of polymer substrates, the generality of the method to
incorporate longer peruoroalkyl groups was investigated.
Commercially available pentauoropropionic anhydride and
heptauorobutyric anhydride served as uoroalkylating agents
in place of TFAA (Fig. 4A). Functionalization of 1 using 1.0
equivalent of pyridine N-oxide and 1.1 equivalent of the short-
chain peruoro anhydride proceeded to produce polymers
achieving 45 mol% peruoroethylation and 37 mol% per-
uoropropylation. To covalently attach peruorochains of
longer length, commercially available peruorooctanoyl chlo-
ride was employed (Fig. 4B). Use of this reagent successfully
added peruoroheptyl groups to polystyrene, albeit at lower
efficiency than for shorter-chain peruorocarbons, achieving
16 mol% at 1.0 equivalent of pyridine N-oxide and 1.1 equiva-
lents of the acyl chloride.

The conceptual approach of C–H functionalization using
electrophilic radicals also allows the incorporation of functional
groups capable of further synthetic manipulations. Specically,
we targeted the incorporation of chlorodiuoromethyl and
bromodiuoromethyl groups onto aromatic polymers due to
the versatile chemistry of the halomethyl groups (Fig. 4A).40 The
commercially available acetic anhydrides were used for the
functionalization of 1, resulting in group transfer of the corre-
sponding halodiuorocarbon onto polystyrene. Using 1.1
equivalent of the anhydride and 1.0 equivalent of pyridine N-
oxide to repeat unit, chlorodiuoromethylation (26 mol%)
proceeded with similar efficiency to triuoromethylation
(A) Fluoroalkylation with alternative, commercially available fluoroalkyl
ethyl-, and bromodifluoromethylated was successfully performed. (B)
monstrated by the use of pentadecafluorooctanoyl chloride.

This journal is © The Royal Society of Chemistry 2019
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(32 mol%), however the bromodiuoromethylation was less
efficient (15 mol%) due to the reduced electrophilicity of the
bromodiuoromethyl radical.

To demonstrate the potential of halodiuoromethyl groups
as a functional handle, the bromodiuoromethyl-
functionalized polystyrene was explored for further chemical
diversication. We hypothesized that the lower bond dissocia-
tion free energy (BDFE) of the carbon–bromine bond would
enable selective functionalization through radical chemistry.
The diuoromethyl group is of emerging interest in medicinal
chemistry due to its ability to act as a hydrophobic hydrogen-
bond donor,45–48 but its potential has rarely been studied in
polymer science.49–52 Bromine-atom abstraction initiated by
azobisisobutyronitrile (AIBN) in the presence of tributyltin
hydride as a hydrogen atom transfer reagent led to quantitative
conversion of the bromodiuoromethyl group to a diuor-
omethyl group. Characterization by 19F NMR demonstrated an
upeld shi of the peak representing the diuoromethyl group
aer reaction, indicating 98% conversion to the desired func-
tionality (Fig. S30†).

The low BDFE of the carbon–bromine bond and the previous
use of bromotriuoromethane as an initiator for free radical
polymerization led us to hypothesize that the bromodi-
uoromethyl group could serve as a polymer-bound ATRP
initiator.53–55 To test this hypothesis, a well-dened polystyrene
was made using reversible addition–fragmentation chain
transfer (RAFT) polymerization. The trithiocarbonate end group
was removed and the polymer was functionalized to contain
7.8 mol% bromodiuoromethyl groups (2,Mn ¼ 13 kg mol�1, Đ
¼ 1.19) (Fig. 5A).
Fig. 5 ATRP-mediated graft copolymerization of acrylate monomers ini
(A) General reaction scheme of grafting copolymerizations. (B) A repre
acrylate) copolymer synthesis demonstrating the initiation efficiency of
poly(styrene-graft-MA), poly(styrene-graft-tBuA), and poly(styrene-graft

This journal is © The Royal Society of Chemistry 2019
The ATRP graing of methyl acrylate (MA), tert-butyl
acrylate (tBuA), and poly(ethylene glycol) acrylate (PEGA) from
polymer 2 was studied. Using 0.5 equivalents of CuBr relative
to the bromodiuoromethyl initiator and 1.0 equivalent of
PMDETA as a ligand at a 1 : 1 v/v ratio of monomer to anisole
at 90 �C, gra copolymers of poly(styrene-gra-tBuA), poly(-
styrene-gra-MA), and poly(styrene-gra-PEGA) (3) were
produced (Fig. 5A). The kinetic data indicates well controlled
polymerizations, demonstrating a linear increase in mono-
mer conversion over time (Fig. 5C and S8–S10†). Additionally,
the 19F NMR indicates full initiation of each CF2Br appended
to polystyrene (Fig. 5B). TGA and DSC characterization further
indicate gra copolymer products (Fig. S11†). Poly(styrene-
gra-tBuA), for example, showed the diagnostic thermal
expulsion of isobutylene from poly(tBuA) beginning at 188 �C
by TGA, with polymer decomposition occurring at 406 �C. The
DSC data reveals that the Tg decreases as the poly(tBuA) side-
chains increase in molar mass, lowering from 79 �C with 3.6
repeat units per side chain to 50 �C with 24 repeat units per
side chain (Fig. S11†). These Tgs are between that of poly-
styrene and poly(tBuA) and further conrm the covalent
connection between the two otherwise immiscible polymers.
To further demonstrate the versatility of these gra copoly-
mers, the tert-butyl groups were cleaved through acid treat-
ment to produce the amphiphilic poly(styrene-gra-acrylic
acid) copolymers.

An advantage of polyaromatic C–H uoroalkylation is its
potential to modify the surface and/or interfacial properties of
commodity polymers.33,56–62 Fluorinated polymers are well
known to demonstrate high surface energy, and covalent
tiated by a polymer-bound bromodifluoromethyl functional group (2).
sentative 19F NMR taken at t ¼ 8 h of the poly(styrene-graft-methyl
the bromodifluoromethyl group. (C) Kinetic profiles for the growth of
-PEGA).
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bonding of peruoroalkyl chains to a material is an attractive
approach to prevent the leaching of physically absorbed per-
uoroalkyl coatings into the environment.63,64 The static contact
angle of water and n-hexadecane was used to determine quali-
tative changes in surface energy upon polymer C–H uo-
roalkylation. To measure contact angles a 20 wt% solution of
functionalized polystyrene in toluene was spin coated onto
glass slides, annealed at 140 �C for 30 min, and the contact
angle was measured by goniometry. For each peruoroalkyl
group, the static water contact angle increased from that of the
native polystyrene 1 (94�) (Fig. 6A). We found that approximately
30 mol% functionalization of the polymers was sufficient to
impart properties signicantly different from that of poly-
styrene, and further functionalization did not alter the surface
properties. As the chain-length of the peruoroalkyl group
increased, the static water contact angle increased in
a commensurate fashion up to 111� for peruoroheptylated
polystyrene (Fig. 6A). In addition to discovering water repellent
polymers, uoroalkylated polystyrene are also more omni-
phobic. While n-hexadecane fully wets a PS surface, the contact
angle of n-hexadecane on a 64 mol% peruoropropylated
surface is 37�. Conversely, the ability to gra PEGA from
bromodiuoromethyl-functionalized polystyrene enabled the
realization of hydrophilic materials. For example, poly(styrene-
gra-PEGA) copolymer becomes water soluble at high conver-
sions of the PEG-containing gra polymer. At low conversion,
the gra copolymer made lms that demonstrated hydrophilic
surface properties, with a static water contact angle of 84�

(Fig. 6B).
Fig. 6 Contact angle measurements of synthesized polymer films. (A)
Highest achieved static water contact angles of perfluoroalkylated 1.
(B) Contact angle images of perfluoroheptylated 1 and poly(styrene-
graft-PEGA) copolymer comb.

6276 | Chem. Sci., 2019, 10, 6270–6277
Conclusion

The work presented herein provides a platform C–H function-
alization method that introduces uoroalkyl groups onto
commercial aromatic polymers. The applicability of this
method to a wide variety of commercially available uoroalkyl
anhydrides and acyl chlorides, its broad substrate scope for
both commodity and post-consumer aromatic polymers, and its
utility for diversifying the properties of traditionally recalcitrant
materials makes it attractive for applications in materials
science and upcycling plastic waste.
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Phys., 2014, 215, 2138–2160.

45 M. Yoshida, Y. Morinaga and M. Iyoda, J. Fluorine Chem.,
1994, 68, 33–38.

46 C. D. Sessler, M. Rahm, S. Becker, J. M. Goldberg, F. Wang
and S. J. Lippard, J. Am. Chem. Soc., 2017, 139, 9325–9332.

47 J. A. Erickson and J. I. McLoughlin, J. Org. Chem., 1995, 60,
1626–1631.

48 W. Caminati, S. Melandri, P. Moreschini and P. G. Favero,
Angew. Chem., Int. Ed., 1999, 38, 2924–2925.

49 H. N. Kim, R. Y. Hwang and O. H. Han, ACSMacro Lett., 2016,
5, 801–804.

50 T. Hayakawa, J. Wang, M. Xiang, X. Li, M. Ueda, C. K. Ober,
J. Genzer, E. Sivaniah, E. J. Kramer and D. A. Fischer,
Macromolecules, 2000, 33, 8012–8019.

51 P. Kurt, A. Chakravorty, X. Zeng and K. J. Wynne, Polymer,
2014, 55, 2170–2178.

52 J. Wolska, J. Walkowiak-Kulikowska, A. Szwajca, H. Koroniak
and B. Améduri, RSC Adv., 2018, 8, 41836–41849.

53 S. Sumino, M. Uno, T. Fukuyama, I. Ryu, M. Matsuura,
A. Yamamoto and Y. Kishikawa, J. Org. Chem., 2017, 82,
5469–5474.

54 W. S. Mungall, C. L. Martin and G. C. Borgeson,
Macromolecules, 1975, 8, 934–935.

55 A. V. Vivek and R. Dhamodharan, J. Polym. Sci., Part A: Polym.
Chem., 2007, 45, 3818–3832.

56 J. W.-P. Lin, L. P. Dudek and D. Majumdar, J. Appl. Polym.
Sci., 1987, 33, 657–667.

57 J. Hopken and M. Moller, Macromolecules, 1992, 25, 1461–
1467.

58 L. Andruzzi, E. Chiellini, G. Galli, X. Li, S. H. Kang and
C. K. Ober, J. Mater. Chem., 2002, 12, 1684–1692.

59 T. Hayakawa, J. Wang, M. Xiang, X. Li, M. Ueda, C. K. Ober,
J. Genzer, E. Sivaniah, E. J. Kramer and D. A. Fischer,
Macromolecules, 2000, 33, 8012–8019.

60 M. D. Dimitriou, Z. Zhou, H.-S. Yoo, K. L. Killops, J. A. Finlay,
G. Cone, H. S. Sundaram, N. A. Lynd, K. P. Barteau,
L. M. Campos, D. A. Fischer, M. E. Callow, J. A. Callow,
C. K. Ober, C. J. Hawker and E. J. Kramer, Langmuir, 2011,
27, 13762–13772.

61 M. Stone, T. G. Nevell and J. Tsibouklis, Mater. Lett., 1998,
37, 102–105.

62 J. Wang, G. Mao, C. K. Ober and E. J. Kramer,
Macromolecules, 1997, 30, 1906–1914.

63 R. C. Buck, J. Franklin, U. Berger, J. M. Conder, I. T. Cousins,
P. de Voogt, A. A. Jensen, K. Kannan, S. A. Mabury and
S. P. J. van Leeuwen, Integr. Environ. Assess. Manage., 2011,
7, 513–541.

64 A. Blum, S. A. Balan, M. Scheringer, X. Trier, G. Goldenman,
I. T. Cousins, M. Diamond, T. Fletcher, C. Higgins,
A. E. Lindeman, G. Peaslee, P. de Voogt, Z. Wang and
R. Weber, Environ. Health Perspect., 2015, 123, A107–A111.
Chem. Sci., 2019, 10, 6270–6277 | 6277

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c9sc01425j

	Upcycling aromatic polymers through Ctnqh_x2013H fluoroalkylationElectronic supplementary information (ESI) available: Materials and detailed synthesis, characterization, optimization studies, and supporting figures. See DOI: 10.1039/c9sc01425j
	Upcycling aromatic polymers through Ctnqh_x2013H fluoroalkylationElectronic supplementary information (ESI) available: Materials and detailed synthesis, characterization, optimization studies, and supporting figures. See DOI: 10.1039/c9sc01425j
	Upcycling aromatic polymers through Ctnqh_x2013H fluoroalkylationElectronic supplementary information (ESI) available: Materials and detailed synthesis, characterization, optimization studies, and supporting figures. See DOI: 10.1039/c9sc01425j
	Upcycling aromatic polymers through Ctnqh_x2013H fluoroalkylationElectronic supplementary information (ESI) available: Materials and detailed synthesis, characterization, optimization studies, and supporting figures. See DOI: 10.1039/c9sc01425j
	Upcycling aromatic polymers through Ctnqh_x2013H fluoroalkylationElectronic supplementary information (ESI) available: Materials and detailed synthesis, characterization, optimization studies, and supporting figures. See DOI: 10.1039/c9sc01425j
	Upcycling aromatic polymers through Ctnqh_x2013H fluoroalkylationElectronic supplementary information (ESI) available: Materials and detailed synthesis, characterization, optimization studies, and supporting figures. See DOI: 10.1039/c9sc01425j


