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haracterisation of Aboriginal
Australian natural Fe oxide pigments

R. S. Popelka-Filcoff,*a C. E. Lenehan,a E. Lombi,b E. Donner,b D. L. Howard,c M. D. de
Jonge,c D. Paterson,c K. Walshed and A. Pringad

This manuscript presents the first comprehensive microcharacterisation of Fe oxide minerals used in

Aboriginal Australian mineral pigments. The combination of X-ray fluorescence microscopy (XFM) and

light microscopy provides a broad characterisation as well as the ability to spatially match visual

observation with elemental composition. A novel method for casting pigment samples in a pattern on a

slide was used for consistent elemental mapping. Semiquantitative bulk data was also collected and

compared to the microscopic and microelemental data. These analyses demonstrate the ability to

document the variability in ochre pigments in Australia, as well as which elements drive the variation

within and between ochre source locations. The methods developed provide a more comprehensive

understanding of other complex natural mineral pigments worldwide.
Introduction

Ochre and related natural Fe oxide pigments are a signicant
material in Indigenous cultures worldwide. Ochre pigments are
utilised for their durability and widespread availability as
observed in rock art from thousands of years ago, as well as
their cultural symbolism in colour in modern times. In
Aboriginal Australia, Fe-based mineral pigments are found in
nearly every cultural context from a diverse array of cultural
objects (shields, spears, boomerangs, bark paintings and
others), in archaeological remains and rock art. Ochre
continues to have strong cultural traditions in the present day.
Examples of this include the use of natural mineral pigments in
contemporary art centres such as those in the Kimberley region
of Western Australia, and the use of ochre pigments on the
body.1,2

To visual inspection (approximately 10 cm distance) natural
ochre pigments can appear to be homogeneous with a solid
coverage of the substrate at a uniform thickness and particle
size and shape. However under magnication, it can be
observed that the pigments are composed of a range of particle
shapes and sizes, and in many cases a range of colours. This
distribution of natural pigmented particles, oen caused by
accessory minerals has not been well characterised.

In addition, the pigments adhere to the substrate with a
degree of variation depending on the method of application,
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type of substrate, type of binder and any variability in the
substrate itself. Variation in these factors include whether the
pigment is applied by hand or by brush or other implement.
Typical substrates for Aboriginal Australian objects include
bark, wood and plant bres, or in the case of rock art, natural
rock substrates. Various types of binders were also used for
mixing pigments, which include water and various plant and
animal materials.3,4

Ochre is a complex mixture of Fe oxides and other minerals
that can include calcite, gypsum, clays and feldspars. Iron
oxides occur in varied geological formations, including red
beds, banded iron formations, gossans and sediments. Ochre
formations are also prevalent in soils that can contain several
Fe-oxide minerals simultaneously.5 Each ochre carries a chem-
ical and mineralogical “signature” that reect the digenetic
processes of the source. Sampling across a deposit provides
information on the local variability of the geochemical signa-
ture. It has been demonstrated that a single sample from a site
is not necessarily characteristic of a single geochemical
composition of the site, due to geological variability within the
mine or quarry.6,7 Characterisation of multiple samples from
within a site is essential to give a more complete assessment of
the diversity within the site. For these samples, neutron acti-
vation analysis (NAA) provides elemental data on variability
between bulk samples on the order of 50–100 mg as single
concentration values for 30+ elements per sample. Previous
studies have demonstrated that NAA data used with multivar-
iate statistical techniques can characterise individual sources
geochemistry on the bulk scale as well as differentiate ochre
sites from each other. While these data are valuable for
understanding the source geochemical variability on a large
scale, the variability at the micron scale of the ochre cannot be
Anal. Methods, 2015, 7, 7363–7380 | 7363
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determined by NAA. The Fe oxides in ochre are known to be
admixed with a range of accessory minerals such as clays,
calcites and others, however the contribution of each mineral to
the characteristic geochemical signatures is unknown.8 There-
fore an elemental examination of the ochre on the micron level
is essential to understand not only the elemental composition
of the ochre material and minerals, but also the inherent vari-
ability of micron-sized particles of minerals that compose the
complex ochre mixture. An analysis of this scale provides not
only information on the elemental distribution of the sample,
but also spatial and morphological information on the
elemental distributions. While recent advances in scanning
electron microscopy (SEM) coupled with elemental analysis
(EDAX), have allowed elemental raster mapping of samples, the
resolution is generally on the order of 100 microns. In addition,
the maps produced are low resolution and not representative of
the ne structure of the surface. Samples introduced to the SEM
are limited to those that are small enough (<2 mm diameter
stub) to t into the chamber and that can tolerate high vacuum
conditions, and potentially coated with carbon or gold for
imaging purposes. None of the above conditions are acceptable
for artefacts or ochre from cultural heritage materials.

X-ray uorescence microscopy (XFM) as a form of micro-XRF
analysis performed at the Australian Synchrotron (AS) provides
the necessary analysis on the elemental level to understand the
original source variability of complex natural mineral ochre
pigments. Using the Maia detector provides high resolution
mapping of individual particles inherent in the original sourced
or archaeological ochre sample. In addition, unlike NAA, XFM
requires only micrograms of material and is non destructive.
XFM can analyse larger areas (on the order of cm) on many
sample types with much higher sensitivity than SEM-EDAX.
These capabilities are ideal for cases where trace elements can
be diagnostic in terms of ngerprinting and where these trace
elemental distributions may be smaller than SEM resolution of
100 micron or where the presence of the element was unknown.
XFM can further be used to analyse cultural heritage artefacts as
well as individual pigment samples, which is not possible using
SEM-EDAX or NAA. A comparison of the individual pigment
samples to the artefact provides a valuable advantage of a direct
data comparison and technique from sample to artifact. A few
prior studies have demonstrated successful application of XFM
to cultural pigments.9–13

Recently there have been several studies that have explored a
range of techniques with the aim of developing methods for
establishing the provenance of ochre and pigments with
archaeological and ethnographic associations including
possible trade routes.1,6,7,14–16 However, many of these studies
are based on the analysis of the bulk of the material, with such
techniques as neutron activation analysis (NAA) and laser
ablation inductively coupled plasma mass spectrometry (LA-
ICP-MS).6,7,17 However there is one recent study on the charac-
terisation of Australian ochre using synchrotron XRD and
PIXE.18 There are a few studies utilisingmicroscopy of Fe oxides,
however these concern the mineral properties and not the
cultural aspects.5
7364 | Anal. Methods, 2015, 7, 7363–7380
This manuscript will focus on the multiple samples taken
from ve well known and documented ochre sources from
Australia: Bookartoo (also spelled Bukartu and Pukatoo) (South
Australia), Karrku (Northern Territory), Moana (South Aus-
tralia), Pine Point (South Australia) and Wilgie Mia (Western
Australia). Samples from these sites have been collected over
several years by researchers including M. Nobbs, P. Jones, M.
Smith and others associated with the South Australian Museum
and the Western Australian Museum.6,19–26

Here we describe the rst systematic microanalysis and
documentation of ochre samples towards a more complete
understanding and micro-characterisation of Aboriginal
Australian ochre pigments. These data provide a foundation
data set for feasibility studies for the in-beam analysis of
Aboriginal Australian objects from several of the most signi-
cant ochre quarries in Australia and enhances knowledge of this
inherently complex material. This study also expands the
capability of the method towards understanding complex
geological systems and formations, which may also inform
environmental inuence on Fe-oxide deposits.

Experimental
Sample selection

A suite of ochre samples has been assembled from individual
researchers as well as from the South Australian Museum
Archaeology and Ethnographic collections.6,19–26 The majority of
these samples have also been analysed by complementary
techniques such as NAA.6,24 From this larger combined collec-
tion, 165 samples were chosen for analysis by X-ray uorescence
microscopy (XFM). These 165 samples represented source (site)
samples as well as samples from archaeological context. Sour-
ces in this project are dened as the original “quarry” or
geological formation of the ochre material; therefore these
samples were collected directly from the source in the eld or
presumed to be. On the other hand, archaeological samples
may or may not be from the original quarry as they may have
been exchanged through cultural networks.

Located in the Flinders Ranges, South Australia, Bookartoo
samples have been collected from this extensive site over
different time periods and therefore likely different locations
within the site.16,23,27 OCH050 and OCH24 were collected by
Margaret Nobbs, whereas the OCH075-76-79A and OCH255
series are from Mike Smith. Karrku, located in the Northern
Territory, is the local name for “ochre”.28 The samples were
collected by Mike Smith and Barry Fankhauser as part of ochre
characterisation studies completed in the 1990s. These samples
were collected over a period of two years from the site. Moana is
an exposed coastal site near Adelaide (South Australia) and
therefore is subject to more intense weathering and effects of
the ocean. Geologically, it is a sedimentary site as opposed to
Karrku and Bookartoo, which are weathered banded iron
formations. Similarly to Moana, Pine Point is an exposed and
therefore weathered site on the coast of Yorke Peninsula (South
Australia). Wilgie Mia (Western Australia), also a weathered
banded iron formation is perhaps the best-known site due to
the quality of the ochre and the large scale of the site.29
This journal is © The Royal Society of Chemistry 2015
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Fig. 2 An example of completed slide with the 45 individual ochre
samples cast in Petropoxy resin. Each square is approximately 2 mm
square, with 0.5 mm between the squares.
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Sample preparation

In order to minimise the variation in the original state of the
material, a consistent method was implemented to standardise
the preparation of the ochre minerals for microscopy and XFM
analysis.

All samples were hand ground in a Brazilian agate mortar
and pestle to a consistent particle size powder. Samples were
dried overnight in a 100 �C oven and stored in glass vials. All
samples were sieved to <250 micron using individually cut
disposable plastic mesh screens to minimise cross contamina-
tion between samples. This step was performed to remove
potentially large particles as well as organic material such as
grasses and plant bres. Additionally, the particle size of 250
micron was chosen as a likely maximum size for the use of
Indigenous pigments on objects. However, depending on the
origins of the pigment and the particular characteristics of the
mineral, a variation in particle size and distribution is expected.

A standard microscopy quartz slide (2 � 1 inches, 5.08 �
2.54 cm) was prepared by sanding it with ne grit sandpaper to
aid in the attachment of the epoxy cast mineral to the slide. A
grid was laid out on the slide with space for 45 samples per
slide, in 15 columns and 3 rows (Fig. 1). The samples were cast
individually in epoxy on a quartz slide in even distribution for
ease of analysis by XFM. Duplicates of each slide were also
made.

A grid mask was designed to affix to the slide to aid the
casting of the samples, to maintain the pattern of 2 � 2 mm
squares for each individual sample, separated by 0.5 mm. The
grid mask was designed by CAD design and produced in a
polymer mask “sticker”. The individual blocks were cut by a
blade and removed individually, and each individual sticker
was applied to the front face of each slide.

In order to affix the samples permanently to the slides,
approximately 5–10 milligrams of each sample were mixed
individually with Petropoxy 154 epoxy (Burnham Petrographics)
in a glass vial with a glass stirrer in a 50/50 volume. This epoxy
was chosen for its known capabilities in mineral slide prepa-
ration, fast set time as well as its relatively contaminant-free
substrate that would not introduce further elemental impuri-
ties. Aer allowing the epoxy to cure for approximately 60
minutes in an 80 �C oven, the samples were applied manually,
with the aid of a binocular microscope to each individual well,
lling each well with a layer of sample. Aer the rst applica-
tions had solidied a second layer for individual samples was
applied to each well. Aer a complete curing of the epoxy to
hardness in an 80 �C oven for 30 min, the entire slide was
Fig. 1 A demonstration slide displaying the sticker mask (light blue,
right), with ochre squares cast in resin remaining on the slide after
sticker removal (left).

This journal is © The Royal Society of Chemistry 2015
allowed to cool and the epoxy to set for several hours until
completely cured. The “sticker” mask was then removed with a
blade. The entire slide was then cured on a 130 �C hotplate for a
few minutes. The slides were then polished to approximately
80–100 micron thickness to achieve a consistent thickness of
epoxy samples. Fig. 2 is and example of one completed slide set
with 45 ochre samples. It is expected that the samples will be
heterogeneous across the individual sampling squares, but this
sampling method will be more representative of a cultural
application of a natural ochre pigment to an object. Although
there is slight variation in the shape and coverage of each
sample, the area in the centre of the square is representative of
each sample.
XFM beam line parameters

The experiment utilised the standard set up of the XFM exper-
imental parameters with the Maia detector (a 384-element array
of 1 � 1 mm Si detectors, oriented axially in backscatter
geometry, which is 180� to beam).11,30 X-ray focusing was ach-
ieved with Kirkpatrick-Baez mirrors, which provide longer
working distance and high sensitivity requirements as
compared to other X-ray analysis setups.30 The Australian
Synchrotron operated at 3 GeV with a stored current of 150–200
mA. During these experiments, the XFM beam had an incident
energy of 18.5 keV and a ux of approximately 8 � 108 photons
per second.

For the experimental set-up, the individual polished slides
were attached to the plexiglass sample holder frame used for
XFM measurements. This setup is regularly used for the
experiments and also allows for a set distance from the slides to
the beam and detector.

Since the area of each slide is relatively small, a smaller step
size was chosen to maximise the characterisation of the sub-
micron areas of pigment. During the experiments the beam size
was 2 micron. The samples were analysed at a rate of 0.768 mm
per second with a step size of 2 microns. A sampling area of
Anal. Methods, 2015, 7, 7363–7380 | 7365
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Fig. 3 Microelemental map of Fe for samples from the sites analysed in this study. Images are false coloured to demonstrate relative
concentration intensities, with black the lowest and white/yellow the highest. Sites are highlighted in each image. (a) Bookartoo (b) Karrku (c)
Moana (d) Pine Point (e) Wilgie Mia.
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approximately 0.7 mm high strip through the centre of each row
of the samples was chosen for a consistent measurement area of
each row and to minimise variation. An area of 36.9 � 0.7 mm
was analysed for each row of the slides, producing a total of 11
rows of 15 samples (165 samples total). The slides were analyzed
in three separate experiments, but with similar conditions. Data
analysis was accomplished using the GeoPIXE soware
package.11,30

The elements measured in this study included As, Ca, Cr, Cu,
Fe, Ga, Mn, Pb (L line), Rb, Sc, Se, Sr, Ti, V, and Zn. For each
pixel, the full XRF spectrum is collected. GeoPIXE is used to
deconvolute these individual spectra into elemental concen-
tration maps. Relative concentrations of each element or
combinations of elements are indicated by colour and intensity
of the colour. For each point in the image as well as for areas in
7366 | Anal. Methods, 2015, 7, 7363–7380
the image, GeoPIXE can determine semiquantitative values of
the elements analysed. A rectangular area of 1.664 mm wide �
0.608 mm high was used to calculate the semiquantitative areas
and limits of detection for each element for each pigment
square. Semiquantitative data were used to compare pigments
to each other as well as to compositional data from other
techniques.
Light microscopy

The slides used for XFM analyses were also studied in the light
microscopy analysis to provide a direct comparison between the
elemental maps andmicroscopy images. The slides were viewed
through an Olympus CX41 transmitted light microscope at
100�. Digital images were captured using an Olympus DP21
camera.
This journal is © The Royal Society of Chemistry 2015
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Fig. 4 Microelemental map of Ca for samples from the sites analysed in this study. Images are false coloured to demonstrate relative
concentration intensities, with black the lowest and white/yellow the highest. Sites are highlighted in each image. (a) Bookartoo (b) Karrku (c)
Moana (d) Pine Point (e) Wilgie Mia.
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Results and discussion
XFM images

Images from the XFM analysis demonstrated the inherent
variability of the ochre samples across sources and between
sources. While 165 samples were analysed, individual examples
from each highlighted site are selected for discussion (Fig. 3–6).

Data were acquired for all 15 elements, however, some
elements demonstrated very low concentrations and therefore
very little data in the maps. These results indicate that the
elements in the ochre pigment sample are below detection
limits of the technique. Of the elements examined, data for the
maps were consistently found for As, Ca, Cr Fe, Mn, Ti, and V.
Elemental concentrations for Cu, Ga, Pb, Sc, Se, Sr and Zn were
generally close to or below detection limits for the sites
This journal is © The Royal Society of Chemistry 2015
highlighted in this study; therefore images are not presented.
Prior to this study data for Cu and Pb were unknown for ochre
samples, as NAA is not able to analyse for these two elements.
These data reveal that Cu and Pb are not diagnostic for identi-
fying or characterising the ochre origin and these elements will
not be discussed further. Table 1 presents the semiquantitative
data for the elements analysed and for the sites discussed. The
range of values generally agrees with other bulk methods such
as NAA within 10–20%.6,7 However there is not a perfect agree-
ment with the bulk methods. NAA is a traceable method that
uses certied and reference standards for calculation of values
and uncertainties. GeoPIXE utilises a user-supplied model of
the specimen matrix, in which the matrix composition (Fe2O3),
its density (5.24 g cm�3), and uniform thickness (100 mm) are
used to model the X-ray uorescence yields. Deviations of the
Anal. Methods, 2015, 7, 7363–7380 | 7367
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Fig. 5 Microelemental map of Rb for samples from the sites analysed in this study. Images are false coloured to demonstrate relative
concentration intensities, with black the lowest and white/yellow the highest. Sites are highlighted in each image. (a) Bookartoo (b) Karrku (c)
Moana (d) Pine Point (e) Wilgie Mia.
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specimen from the assumed matrix parameters will lead to a
less accurate determination of sample concentration. The
matrix and its thickness will vary between samples, thus we
regard the results as semiquantitative. We note that assuming
hematite or goethite as a matrix makes negligible difference to
the determined concentration, but a grossly different matrix
such as silicate will be signicant. The sampling size between
the two methods is quite different, on the order of mg for XFM
as compared to at least 50 mg for NAA, which will inuence the
samples representation to the bulk. In particular for XFM, the
sample is further diluted approximately 1 : 1 by volume in the
epoxy resin, therefore affecting the calculations by GeoPIXE. In
general, this will reduce the concentrations by approximately
one half for iron and heavier elements, reduce by 30% for V–Cr
and increase Ca, Ti by about 30%.
7368 | Anal. Methods, 2015, 7, 7363–7380
Discussion of the elemental maps will follow by element. A
further discussion of the sites and their archaeology is dis-
cussed elsewhere in the literature.

Fe

As Fe is the main constituent of Fe-oxide ochre pigments, the
elemental maps of Fe were studied in more detail to identify
trends in the data. Concentrations ranged from 26 ppm to 45%.

Bookartoo

Variations can be observed in the overall intensity of the false
colour maps but this is likely an effect of the variability in the
scaling of the image brightness relative to other samples rather
than a reection of the actual concentration of Fe in each
sample (see below). The samples exhibit a dense coverage of
This journal is © The Royal Society of Chemistry 2015
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Fig. 6 Microelemental map of Ca, Fe and V for samples from the sites analysed in this study. Red indicates Ca, green indicates Fe and blue
indicates V. Images are false coloured to demonstrate relative concentration intensities, with black the lowest and the indicated colour the
highest. Sites are highlighted in each image. (a) Bookartoo (b) Karrku (c) Moana (d) Pine Point (e) Wilgie Mia.
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small iron oxide particles with some larger platy iron oxide
particles of higher concentration. These data support earlier
suggestions of “micaceous” ochre observed from the site.19,23,27

This ochre is visually a deep purple red, however yellow ochre is
also found at this site. OCH079-A is an example of yellow ochre,
and its lower Fe concentration indicated is composition of
goethite [a-FeO(OH)] rather than hematite (Fe2O3), or admixture
of yellow iron pigments with other lower-Fe minerals such as
siderite (FeCO3) or jarosite-group minerals (XFe3(SO4)2(OH)6)
with X ¼ K, Na, Pb etc.
Karrku

Samples OCH 092-A and OCH 090, OC096 and OCH 094-A
display variation in particle size and shape. A plausible reason
for this is that the samples were collected during two different
This journal is © The Royal Society of Chemistry 2015
campaigns in 1996 and 1998 by Mike Smith et al.; therefore the
variation likely reects different sampling locations. OCH090
and OCH 092 also display more voids as compared to OCH-96-A
and OCH094-A, which are more densely covered in Fe concen-
tration. The site is known to contain so earthy specular
hematite between quartzite and is mined in a cave location.26
Moana

Samples from the sites were obtained from the South Australian
Museum, Mike Smith and the Margaret Nobbs collection.
OCH020, OCH036, OCH037, OCH019, and OCH278A are from
the Nobbs surveys. Remarkably, they demonstrate very low, if
any, Fe signal in the elemental maps except for OCH037-A and
OCH037-C, which are sub samples from a larger sample.
OCH101-A and OCH 101-A were collected by Mike Smith, and
Anal. Methods, 2015, 7, 7363–7380 | 7369
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demonstrate similar Fe elemental maps to the Nobbs samples.
More recent samples OCH283-293 have a similar Fe distribution
and prole except OCH 289 however samples 283–293 are
similar to OCH-037. Samples OCH 275 and OCH 281 and OCH
254 are also listed as being from Moana, however they are from
the Archaeology and Ethnography collections rather than from
a specic researcher survey. Care needs to be taken in the
interpretations of these samples as they may not be true source
samples, rather examples of ochre collected from an archaeo-
logical excavation. Therefore these samples are not represen-
tative of the site but perhaps artefact ochre found at the site that
had been imported from elsewhere. These samples provide
examples as potential “unknowns” for attribution to deter-
mined source locations established in this study.

Pine Point

Similarly to Moana, this site is a coastal weathered site and the
relatively low Fe concentrations reect this. As samples
OCH299-309 were sampled directly from the site, they represent
the variability within the areas sampled. OCH047 and 048 are
from the Nobbs collection and bear more similarity to each
other than the other samples, reecting differing sampling
campaigns.

Wilgie Mia

Wilgie Mia and Little Wilgie Mia are both banded iron forma-
tions located in Western Australia. A recent paper characterised
these materials in the bulk using LA-ICP-MS.17 The samples
from the site again reect at least three different sampling trips,
from Nobbs, Smith and the Western Australian Museum, in
order of oldest to most recent. In general the samples are
relatively rich in Fe, especially samples such as OCH 117-Y, 260-
A and 119, which are composed of high Fe concentration with
tightly packed small particles. In contrast OCH 277 and 257,
collected by Nobbs, and from the collections of the South
Australian Museum, respectively are very low Fe and perhaps
not representative of the site.

In general across the ve sites discussed, the distribution of
the Fe in the samples allows insight into the relationship of the
Fe to particular particle sizes and shapes, rather than a bulk
analysis. In previous analyses, a distribution in the bulk
composition was also observed, with the concentration of Fe
ranging from 10–60% iron oxides, depending on the site and
mixture.6,7 The large range of Fe composition in the samples as
well as several samples having a very low concentration of Fe
calls into question the denition of ochre as far as the majority
composition of Fe oxides of the material. As ochre is an
admixture of Fe-oxides and other minerals, the varying ratios of
these materials and types of materials affect the distribution.
Elemental analysis cannot provide direct information on the
mineralogical state of the material; therefore some Fe-oxides
may be hematite or goethite-based.

Ca

Ca was an element of interest as at least one site (Bookartoo),
the ochre material is found within a dolomite [CaMg(CO3)2]
This journal is © The Royal Society of Chemistry 2015
matrix.27 Semiquantitative values of Ca ranged from below
detection limits up to 9%. Previous archaeometric studies had
identied Ca as a discriminatory element for this site.

From previous analyses, Bookartoo is known for its relatively
high Fe, Ca and V concentrations.27 The microelemental anal-
ysis supports these conclusions from the bulk chemical anal-
yses, however the concentration and distribution across the
samples is not consistent. Karrku, Moana and Pine Point have
very little Ca, however Wilgie Mia has Ca associated with both
small rounded and large angular particles. There is a direct
correlation between the Fe and Ca in both Bookartoo andWilgie
Mia samples suggesting that during deep weathering of the
sites the Fe oxides may have reacted with the dolomite or calcite
to form ankerite CaFe(CO3)2, the Fe analogue of dolomite.16,31,32

While not exhaustive of every site in Australia these results
suggest that Ca is indicative with banded iron formations
within covered deposits or related formations, and not as
associated with weathered, exposed sites. For this sample set,
Ca is one of a few clear discriminatory elements for Bookartoo
and Wilgie Mia and is characteristic of these sites in higher
concentrations.

Rb

Rb was an element that ranged from below detection limits to
212 ppm in the sites examined, and was detected in most of the
samples analysed (Table 1).

However, essentially very little Rb was identied in the
Bookartoo or Wilgie Mia ochre samples, and therefore it is not
associated with Fe or other Fe-bearing minerals from the site.

Moana has variability with the samples in the concentration
of Rb. The higher concentrations of Rb appear to be associated
with larger, angular particles rather than smaller rounded
particles. Similarly to Moana, Karrku also has Rb associated
with the larger angular particles, but this is not universally
found across all samples from the site.

Pine Point ochre samples have some distribution of Rb,
particularly in the larger particles in samples OCH302, 303 and
304, which represent a particular sampling location within the
site. OCH 309 and 310, 299 and 048 do not have the same
distribution of Rb, reecting the diversity of the ochre material
within the site.

Other elements

Images of elemental maps of the slides with elements that were
less consistently observed will not be discussed as extensively as
the above elements. These include As, Ti and Mn.

For As, most samples are devoid of even low concentrations
of As, with the exception of OCH254-A, OCH101-C and OCH275-
C from Moana. As discussed earlier, these samples may be
related to the archaeology of the site rather than being examples
of source samples.

Ti is not in high concentration or distribution for the sites
with the exception of Wilgie Mia. The amount of Ti in the
sample is not necessarily related to the sampling campaign for
these. Of these samples, OCH062, 062-A and 063, 067, 065
(Western Australia Museum) and 119, 117-Y, 117-A and 119
Anal. Methods, 2015, 7, 7363–7380 | 7373

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/c5ay01547b


Analytical Methods Paper

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 3

0 
ju

ill
et

 2
01

5.
 D

ow
nl

oa
de

d 
on

 2
02

5-
10

-1
7 

14
:5

7:
49

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
(Mike Smith) have relatively high concentrations of Ti. However,
OCH 260 (Mike Smith) and 065-A (WA Museum) do not. As
discussed earlier, this reects the large scale of the site and the
possibilities of the sampling locations. Titanium can occur at
low levels in hematite, but can also can be present as one of the
TiO2 polymorphs of are ilmenite (FeTiO3), which are widespread
detrital minerals in sediments.

Both Cr and Mn have similar distributions patterns to Fe in
the ochre samples, with similar trends in concentration and
distribution. This indicates they are present substituting into
hematite and magnetite. The distributions of these elements
will not be discussed in depth.
Tri-elemental images

One of the strengths of the XFM technique combined with
GeoPIXE is the ability to generate elemental maps of three
elements simultaneously. This “overlaying” of elemental maps
allows clear differentiation of correlation and anti-correlation of
elements as well as the relationship of elemental concentration
to a particle or particles or features in the sample. As with the
Fig. 7 Microelemental map of Ca, Fe and V for all 165 samples analysed
Images are false coloured to demonstrate relative concentration intensi

7374 | Anal. Methods, 2015, 7, 7363–7380
single element plots, the individual elements are falsely col-
oured to indicate concentration intensity. Using the three
colours of red, green and blue, the elements can be easily
identied as well as mixtures (e.g. equal amounts of red and
blue generate purple regions). As there were many combina-
tions of elements, the combination of Ca (red), Fe, (green) and V
(blue) was a representative example.

Visualising the samples in this context allows more inter-
pretation of the elemental distribution for each sample type. In
this combination, Karrku, Moana, Pine Point and Wilgie Mia
generally are composed of varying concentrations of Fe.
However, Bookartoo is revealed to be a complex mixture of Ca,
Fe and V, especially in cases such as OCH 255-2 and 255-4 where
elemental concentrations can be attributed to individual parti-
cles. Moana samples OCH 254, 281 and 275 as attribution case
study examples provide a revealing story. The tri-elemental plots
allow for characterisation using three discriminatory elements.
Moana does not necessarily have a clear elemental prole or
denition; rather three to four patterns are seen in the particle
size and elemental concentrations. As seen at the site itself,
Moana is a large distribution of red and yellow formations with
in this study. Red indicates Ca, green indicates Fe and blue indicates V.
ties, with black the lowest and the indicated colour the highest.

This journal is © The Royal Society of Chemistry 2015
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Fig. 8 Transmitted light microscopy of the same slides analysed by XFM at 100� magnification. The scale bar is 200 micron for each image.
Images are arranged in the same order, as on the slide. (a) Slide A1 (b) Slide A2 (c) Slide A3 (d) Slide B1.
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differing characteristics. Unlike Bookartoo, the diversity of the
Moana site makes it more difficult to attribute an archaeological
“unknown” to the site, whereas this attribution would be easier
with a sample from Bookartoo or Wilgie Mia.

Fig. 7 displays the tri-elemental plot of Ca, Fe and V for all
165 elements analysed. These data represent a large variety of
deposits and sites from across Australia. This gure demon-
strates the great diversity of deposit chemistry and particle
distribution and sizes.
Light microscopy

With visual inspection of the slides it can be observed that for
several samples there is a very low amount of ochre sample
within the epoxy resin (Fig. 8). Therefore the elemental maps
with low concentrations of Fe are more representative of the
relatively few particles of ochre rather than a low concentration
of a particular element in the particles. This relatively low
concentration may be a reection of the properties of mixing of
the material with the resin; therefore mixing of the same
material with another traditional paint binder such as water,
natural resin, or proteinaceous binder may have a different
effect on the number of particles in suspension.4 In addition, as
all samples were pre-sieved to less than 250 micron, it may be
the case that the ochre samples from these sites have more
particles larger than 250 micron.

The colour of the individual ochre sample can also be
observed for each sample. Most examples are in the traditional
palette of reds, oranges, yellows and browns and even some
purple samples. The colour and particle shape variability can
also be observed within the individual samples and between
samples from the same site. For instance, OCH024 and 255-A
(B1) demonstrate the deep red colour and mixture of intense
ne particles (5–10 micron) along with the larger “platy” dark
particles (200 micron) characteristic of the site. However, OCH
101-C (A2, Moana) contains a collection of yellow spherical
particles on the order of 50–100 micron. The particle colour as
well as the shape inuence the overall colour when viewed by
eye, and the elemental composition in combination with lighter
elements such as Ca, O, Si, K and others form the original
mineralogy of the material. Viewing this microscopic palette of
the 165 samples analysed in this study gives a comprehensive
view into the diversity of minerals and mineral mixtures that
compose Australian ochre.
Conclusions

This study demonstrates the rst successful use of X-ray uo-
rescence microanalysis towards the characterisation of multiple
Australian Aboriginal ochre samples from across Australia.
Samples from cultural areas including both sources and
archaeological contexts provide a wide-ranging data set to
examine the variability within and between site locations. The
micron-scale elemental maps produced in this work provide
compositional and spatial information on the distribution of
minerals in complex pigment materials that are not available in
bulk techniques. The results from this study support earlier
This journal is © The Royal Society of Chemistry 2015
bulk technique data on the elemental characterisation of ochre
samples, and supports the need for sensitive multielemental
techniques to fully understand this complex and variable
material. Semiquantitative data from GeoPIXE also aids in
understanding elemental trends in the samples for a stand-
ardised area on a sample slide.

As each sample is representative of a small area of an ochre
source with inherent variability due to genesis and site history,
one sample from each site cannot be considered representative of
a large site location. As demonstrated in this study, some sites
such as Bookartoo the deposits are relatively consistent, whereas
for a site such as Moana where digenetic processes have altered
the site has amore diverse elemental andmineral prole. Rather,
the combination of source samples using multiple elements
allows characterisation down to the association of elemental
prole with single particles. In addition, the presence or absence
of a single element is not indicative of a particular source loca-
tion; rather a combination of elements and concentrations as
well as elements relative to a particular particle pattern aid in the
characterisation of the material from a particular site. The
addition of light microscopy of the same areas elementally ana-
lysed provides a fuller picture of the particle colours and distri-
bution. This study assists in the attribution of ochre to original
sites, aiding in the understanding of the cultural uses and
potential exchange of ochre, however assignments of samples to
particular cultural locations must be made with care and with an
understanding of both the chemistry and cultural context. Future
studies include expansion of the database of deposits and
archaeological sites and application to artefacts.
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