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Probing Raman enhancements for a colloidal
metasurface with optical gap distances in the
quantum regime†

Yuan Zeng,‡ab Yu Xie,‡a Andrea L. Rodarte,a Tyler J. Dilla and Andrea R. Tao *ab

While quantum plasmonic behaviors benefit many applications in quantum optics and nanophotonics, they

can have detrimental effects in optical processes such as surface-enhanced Raman spectroscopy (SERS).

Here, we measure the SERS intensity for a colloidal metasurface composed of Ag nanocubes coupled to

an ultra-flat Au backplane to characterize the classical, crossover, and quantum regimes of the metasurface

as a function of gap distance. Gap distance is controlled via chemical modification of the nanocube and

backplane surface with self-assembled monolayers composed of alkanethiols with varying chain lengths.

Electrodynamic simulations employing a quantum-corrected model are used to characterize the hybrid

plasmon modes and charge transfer plasmon modes of the metasurface with respect to gap distance.

These results indicate the importance of charge transfer effects in dictating SERS intensities for even

relatively large optical gap distances due to the presence of molecular analytes.

Introduction

Surface plasmons are capable of confining electromagnetic
fields to subwavelength scales, overcoming the classical
optical diffraction limit and providing optical enhancements
by orders of magnitude in the near-field.1,2 However, as
optical volumes shrink beyond this to the deep
subwavelength scale (<1 nm), a classical description of
surface plasmons becomes insufficient and quantum
behaviors — such as wave-particle duality and non-local
tunneling effects — start to play an important role.3 This
quantum mechanics description of surface plasmons and
related light-matter interactions has opened up a new
research field on quantum plasmonics, combining quantum
optics with modern plasmonics research.4,5 When plasmonic
nanostructures approach the quantum regime, new
phenomena such as the electrical excitation of plasmons6–8

and optical rectification9 are observed to occur and provide
new opportunities to integrate plasmonic nanostructures for
electronics,10 design sub-nanometer scale photonics for
biochemical sensing and molecular spectroscopy,11 and

develop novel quantum plasmonics devices includes optical
scanning tunneling microscopes, quantum optical
antennas,8,12 tunneling diodes,13 and optical rectifiers.14

While these quantum plasmonic behaviors benefit many
applications in quantum optics and nanophotonics, they can
have detrimental effects in optical processes such as surface-
enhanced Raman spectroscopy (SERS). The focus of over
decades of research has been on maximizing the optical
near-field through the fabrication of metal nanojunctions
that serve as electromagnetic hot-spots. In electromagnetic
SERS, incident light is used to excite localized surface
plasmon resonances (LSPRs) that provide a strong optical
near-field15 where the local electric field within a
nanojunction is enhanced by (E/E0)

2 during excitation and
emission processes, resulting in a total enhancement of
nearly (E/E0)

4.16–18 Generally, smaller nanojunctions (<10
nm) result in larger field enhancements. However, when
considering quantum behavior, tunneling current through
the nanojunction results in charge neutralization on opposite
sides of the nanojunction and a significant decrease in local
field enhancement.11 It has been observed that SERS
enhancement can decrease by orders of magnitude when
quantum tunneling is prevalent19 since SERS signal is
proportional to the fourth power of the local electric field,
even when additional dipole moments due to the presence of
analytes are accounted for.20

Metal nanoparticle dimers are widely used to characterize
this trade-off between the quantum and classical plasmonic
regimes because they can be fabricated with controlled
nanoscale gap distances using lithorgraphic,21 electron
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beam,22 or self-assembly methods.23 Three optical regimes
are observed when plasmonic behavior is measured as a
function of nanojunction size: a classical regime, a crossover
regime, and a quantum regime.24 In the classical regime (gap
distance >1 nm), plasmonic coupling between nanoparticles
can be described by hybridized surface plasmons that include
a bonding dipolar plasmon (BDP) mode and a higher energy
bonding quadrupolar plasmon (BQP) mode.22 As interparticle
spacing decreases, the BQP mode becomes dominant and
both modes red-shift. In the crossover regime (gap distance =
0.5–1 nm), a small amount of charge transfer across the
plasmonic nanojunction11 results in a lower degree of
plasmon hybridization and smaller red-shift of the BDP
mode. In the quantum regime (gap distance <0.5 nm),
increased electron tunneling across the nanojunction induces
a charge transfer plasmon (CTP) mode which blue-shifts with
decreasing interparticle distance. Through-bond tunneling
(as observed by electron energy loss spectroscopy) plays a
dominant role in modulating the CTP mode for
nanojunctions functionalized with insulating molecules.25

However, it remains unclear how this plasmonic behavior
translates to measurable SERS intensities in applications
such as chemical detection and sensing. This is because
electron tunneling can affect the molecules that reside within
the nanojunction, depending on the number of molecules
present and the arrangement of molecules relative to the
nanojunction axis.26,27 Furthermore, electron tunneling
(charge transfer) can modulate the chemical enhancement
effect in SERS and alter the SERS intensity.28

Here, we carry out finite-difference time-domain (FDTD)
simulations and SERS experiments to determine whether a
simple quantum-corrected model can be used to accurately
predict the measured enhancements factors associated with a
real-world SERS substrate. To do so, we employ a
metasurface-enhanced Raman spectroscopy (mSERS)
platform that is based on a colloidal metasurface composed
of Ag nanocubes (AgNCs) which we previously demonstrated
for the detection of halogenated water contaminants.20

Uniquely, this platform allows us to collect mSERS signals
over hundreds of nanojunctions generated between the flat
facets of an AgNC and an ultra-smooth Au film, all of which
are aligned with their nanojunction axes in the out-of-plane
direction. The AgNC surface within the nanojunction is
chemically modified with alkanethiols, which are employed
both as mSERS probe molecules and as spacer molecules that
dictate the optical gap height. This provides a versatile
method for tuning the gap height with sub-nanometer
resolution; unlike previous investigations of AgNC
metasurfaces where the smallest gap size observed was 2–3
nm,29 we are able to tune gap heights between 1–3 nm,
allowing us to accurately observe the onset of electron
tunneling. We carried out systematic studies to characterize
the optical gap modes and corresponding mSERS intensities
as a function of gap height and to observe the onset of the
quantum regime for the AgNC nanojunctions that comprise
metasurface.

Result and discussion

FDTD simulations were used to characterize the expected
classical response (i.e. in the absence of tunneling) of the
AgNC metasurfaces. Fig. 1a shows the FDTD model, where a
73.6 nm edge length (e) AgNC with a corner radius of
curvature of 17 nm is placed over a 50 nm thick ( ) Au film
with a gap height of h. The gap between the AgNC and the
Au film is modeled as a dielectric with a refractive index of n
= 1.4 and a conductivity of σT = 0. The condition of σT = 0
denotes a purely insulating gap medium, where electron
tunneling probability is zero regardless of h, consistent with
a classical response.11 The structure is illuminated from the
top of the AgNC with a polarized plane wave source (red dot)
where the electric field is polarized in y-direction (dashed
arrows) and propagates in the negative z-direction (solid
arrow). At the resonance frequency of the metasurface, strong
plasmonic coupling between the AgNC and Au substrate
generates an electromagnetic hot-spot inside the gap that
results in strong far-field absorbance and a decreased optical
reflectance.30 Fig. 1b shows the simulated far-field reflectance
spectra for metasurfaces with different gap heights between
1–5 nm, where the sharp dips between 650–1100 nm
corresponds to the bonding dipolar plasmon (BDP) mode
and the broad features between 400 nm and 650 nm
corresponds to both the band-to-band transitions of Au and
the bonding quadrupolar plasmon (BQP) mode associated
with plasmonic coupling.31 As h decreases, the coupling
strength across the nanojunction increases and results in a
redshift of the BDP mode from 667 nm to 1089 nm,
consistent with classical behavior. Fig. 1c shows the average
near-field enhancement factor (EF) for metasurfaces with
different gap heights, which is obtained by integrating |E/E0|
over the entire nanojunction area as a function of irradiation
wavelength. The peak maximum of this near-field
enhancement factor increases and redshifts, correlating
directly with BDP mode behavior as gap distance decreases.
When h < 3 nm, enhancement behavior corresponding to
the appearance of the BQP mode is consistent with strong
plasmonic coupling as h further decreases.24 Fig. 1d plots the
h-dependence of the gap resonance energy and average EF.
As h decreases, the BDP mode red-shifts from 1.86 eV to 1.14
eV and EF increases from 44-fold to 91-fold. The BQP mode
also red-shifts from 2.2 eV to 1.66 eV and EF increases from
11-fold to 34-fold. As h decreases in the nanometer regime (h
> 1 nm), the resonance energies of both the BDP mode and
BQP mode decrease exponentially towards zero energy,
consistent with what has been previously reported for
quantum models of plasmonic coupling between two closely-
spaced metallic rods where the gap behaves as a short
circuit.11 Due to the flat surfaces that comprise the optical
gap in our metasurface, this trend is not expected to continue
into the sub-nanometer regime (h < 1 nm) due to the
interference of multiple reflections across the gap; rather, we
expect the resonance energy to experience a saturation in this
red-shift as h approaches 0 nm.32,33
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When the optical gap associated with a nanojunction
shrinks to sub-nanometer scales, quantum tunneling
starts to play an important role in dictating near-field
behavior. To model the presence of electron tunneling,
time-dependent density functional theory (TDDFT)34,35 has
been used to generate a quantum-mechanical model (QM)
of the optical response of plasmonic materials at fully
quantum ab initio resolutions. However, this fully QM
model is limited to small plasmonic structures with a few
thousands of conducting electrons24,36 and is not suitable
for our larger plasmonic system containing millions to
billions of electrons. To overcome this challenge, we
applied the quantum corrected model (QCM) developed
by Esteban and co-workers, which uses a fictitious
conductive material to replace the purely insulating gap
medium and mimic electron tunneling.11 This allows
quantum optical properties to be simulated within a
classical electrodynamic framework37 and has excellent
agreement with fully QM calculations, indicating that
QCM can be applied to larger plasmonic systems consist
of multiple metallic nanostructures with arbitrary shapes
and sizes.

We first implemented the QCM in our FDTD simulations
for a colloidal metasurface where the gap height is kept
constant at h = 2 nm and the nanojunction gap is filled with
a conductive medium with a non-zero σT, effectively allowing
electrons to cross the gap in the model. Fig. 2a shows the
simulated reflectance spectra of a metasurface as a function
of increasing σT from 0 to 2.5 × 105 S m−1. The intensity dips
at 632 nm (BQP) and 863 nm (BDP) gradually decrease to 0
as the increased tunneling current neutralizes the induced
charges at the opposite side of the junction.31 When σT = 2.5
× 104 S m−1, an intensity dip appears at 576 nm and is
assigned to a charge transfer plasmon (CTP) mode.11,22

Fig. 2b shows the calculated average EF as a function of
wavelength for metasurface with different gap medium
conductivities. For increasing σT from 0 to 2.5 × 103 S m−1,
the maximum EF associated with the BDP mode drops 30%
and the EF associated with the BQP mode drops 14%. The
excitation wavelength associated with these EF maxima stays
constant over all values of σT. Fig. 2c shows the near-field
distribution λ = 576 nm (CTP mode), λ = 632 nm (BQP mode)
and λ = 863 nm (BDP mode) for increasing σT. These
distribution maps indicate that the plasmonic hot-spot starts

Fig. 1 Schematic and simulated classical model metasurface: (a) schematic for FDTD simulation of an Ag NC on an Au substrate separated by a
gap of height h and conductivity σT = 0 (b) simulated reflectance spectra of metasurface for different values of h (c) simulated average electric
field enhancement for different gap height h (d) gap height dependence of resonance energy (black curve) and average near-field enhancement at
resonance frequency(red curve), circle represents BDP mode and triangle represents BQP mode.
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to move from the center of the optical gap to the edges of the
AgNC and that the hot-spot disappears when conductivity
approaches σT = 2.5 × 105 S m−1.

To experimentally validate these QCM simulations with
mSERS measurements, we carried out experiments using a
modified fabrication of the AgNC metasurface previously
described by Rozin et al.30,38 A schematic of this metasurface
fabrication process is shown in the ESI† S1. The top and
bottom portions of the metasurface are fabricated separately.
The top portion of the metasurface is comprised of AgNCs

embedded into an elastomeric (PDMS) substrate. First,
colloidal AgNCs with an edge length of 74 nm were
synthesized using methods previously reported methods (see
methods), then deposited onto a PDMS-coated support by
Langmuir–Blodgett film transfer. PDMS was chosen for the
metasurface because it is optically transparent and provides
an easily identifiable Raman signature that does not
overwhelm the mSERS intensities stemming from the analyte
molecules. The AgNCs are then chemically functionalized by
incubating the PDMS-AgNC substrate in 1 mM ethanol

Fig. 2 Simulated quantum correction model metasurface: (a) simulated reflectance spectra for metasurface with constant gap height (2 nm) and
varied conductivity σT, insert is reflectance intensity map for metasurface with different conductivity (b) simulated average electric field
enhancements for metasurface with constant gap height (2 nm) and varied conductivity σT. (c) Near-field distribution for metasurface with different
conductivity σT.
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solution of an end-terminated alkanethiol (CH3(CH2)nSH) of
different C-backbone lengths, Cn. The bottom portion of the
metasurface is comprised of the Raman analyte (RA) layer
adsorbed on a smooth 75 nm Au film (RMS roughness of
2.96 nm and average roughness of 2.27 nm). Alkanethiols are
employed as the RA since they readily form an ordered
molecular monolayer on Au with known and consistent
heights. The PDMS-AgNC layer is then removed from its solid
support and stamped into contact with the RA layer to
generate the metasurface. Fig. S1b† shows a schematic of this
structure, where the analyte is sandwiched inside the
nanojunction gap. By changing Cn, we maintain precise
control over the separation distance of the AgNC to the RA
layer. The total gap height, h is dictated by both the thickness
of the RA layer and Cn.

Fig. S1c† shows UV/vis reflectance spectra for an AgNC
metasurface functionalized with 1-dodecanethiol (DDT, Cn =
12) and deuterated 1-hexadecanethiol (dHDT) as the RA.
We calculated the gap size to be 3.27 nm (see methods)

based the measured heights of DDT layers39 and taking
into account interdigitation of DDT and dHDT chains.40

The BDP mode is observed as a dip in the reflectance
spectrum at λ = 756 nm, consistent with other
reports.29,30,41 For comparison, we include the simulated
reflectance obtained from our classical model with h = 3
nm. It should be noted that this spectrum differs from the
plot in Fig. 1b since it has been normalized to reproduce
the AgNC surface density of the experimental metasurface
shown in the inset in Fig. S1c.† There is excellent
agreement between the simulated and experimental data,
indicating that for h = 3.27 nm, the metasurface is well
within the classical regime and no charge transfer is
expected. The larger full-width half-maximum (FWHM) of
the experimental data can be ascribed to the polydispersity
of the AgNCs, which exhibit a size distribution of 73.6 ±
3.7 nm and corner sharpness of 17 ± 2.2 nm as observed
by image analysis of scanning electron microscope (SEM)
images.

Fig. 3 Schematic and far field spectra of metasurface with varied gap height: (a) schematic of a AgNCs metasurface separated by a dielectric gap
consist of Raman analyte (PhSH) and alkanethiol (varied chain length). (b) Reflectance spectra from (c) plotted as a function of alkyl chain length.
The dashed line represents the BDP position. (c) Experimental reflectance spectra for metasurface with varied chain length. (d) Calculated gap
distance for metasurface with different alkanethiol chain lengths.
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We then fabricated colloidal metasurfaces functionalized
with different alkanethiol lengths with Cn = 2–18. Thiophenol
(PhSH) was chosen as the RA because it has a large Raman
cross-section and relatively small molecule size (Fig. 3a and
S2†). Fig. 3d shows the calculated h for metasurfaces
fabricated with different Cn and Fig. 3b and c shows the UV/
vis spectra of these metasurfaces. The gap distance is
determined by sum of monolayer alkanethiol thickness and
monolayer PhSH monolayer thickness (see method). Because
short alkanethiols are not closely packed like long
alkanethiols on the surface and there is likely an
intermolecular interaction between alkanethiol and PhSH,
the gap height (h) for short alkanethiols might be slightly
overestimated. For decreasing Cn from 18 to 6, the dip at 780
nm redshifts to 820 nm due to decreasing h and stronger
BDP mode coupling. This observation is consistent with the
simulation results from our classical model in Fig. 1b. As Cn

decreases from 6 to 4, the dip wavelength stays constant at
820 nm, consistent with the crossover regime where electrons
begin to tunnel between the AgNCs and the Au substrate.24

In this case, the redshift induced by a decreasing h is

compensated by a blueshift induced by charge transfer. As Cn

decreases from 4 to 2, the BDP mode starts to blue-shift from
820 nm to 770 nm and indicates that the metasurface is in
quantum regime quantum tunneling model.42–44 At Cn = 4
and h = 1.44 nm, a dip at 610 nm appears and become more
prominent as Cn decreases from Cn = 6 to Cn = 3, consistent
with the CTP mode in our QCM simulations and indicating
this nanojunction height as a threshold h for the appearance
of quantum effects. Compared to previous studies of Au
nanoparticle dimers separated by an alkanedithiol monolayer
where the two surfaces are chemically linked together, our
threshold h is about 0.4 nm larger. The main cause of
increased threshold h is 0.6 nm PhSH monolayer in the gap
is more conductive due to π–π stacking. The effective
tunneling barrier thickness is 0.71 nm for Cn = 3 and 0.84
nm for Cn = 4.23

Fig. 4 shows how quantum tunneling effects quantitatively
affect mSERS performance. According to the QCM results, we
should expect to observe a significant decrease in mSERS
intensity when the optical gap height of the nanojunction
approaches the quantum regime; however, chemical

Fig. 4 SERS measurement and distance dependent Raman intensity: (a) Raman spectra for metasurface separated by different chain length
alkanethiol at 633 nm excitation. (b) Raman spectra for metasurface separated by different chain length alkanethiol at 785 nm excitation. (c) Gap
distance dependent Raman intensity at 633 nm excitation. (d) Gap distance dependent Raman intensity at 785 nm excitation.
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enhancement generated by the tunneling current can also
play a role in generating mSERS signal.36 Fig. 4a and b shows
mSERS spectra using λ = 633 nm and 785 nm laser excitation,
respectively. Measurements were carried out laser powers
<1% to ensure that mSERS intensities are collected in the
linear response regime of the metasurfaces (i.e. no saturation
effects). The PhSH shows a strong βCCC(a1) vibrational mode
at 999 cm−1, a βCH(a1) vibrational mode at 1023 cm−1, and a
βCCC(a1) vibrational mode at 1076 cm−1. For decreasing Cn

from 18 to 3, we observe an increase in Raman intensity
counts due to decreasing h, consistent with classical
behavior. For decreasing Cn from 3 to 0 (with 0
corresponding to H2S), there is a significant decrease in
Raman intensity correlating with the quantum regime, as
predicted. Fig. 4c and d plot the Raman intensity (999 cm−1)
for λ = 633 and λ = 785 nm, respectively, as a function of h
(Table S1†). In both plots, when h corresponds with the
classical regime, Raman intensity exponentially increases
with decreasing h and is consistent with our classical FDTD
predictions. For h < 1.31 nm, the Raman intensity
experiences a sharp linear fall-off with decreasing h,
consistent with our QCM prediction. Notably, in Fig. 4d we
observe the appearance of the crossover regime when h =
1.31–1.44 nm, where Raman intensity remains nearly
constant indicating that finite electron density is present
inside the nanojunction.24 The larger crossover h observed
for λ = 785 nm is consistent with previous observations of
wavelength-dependent electron tunneling.42 Because 785 nm
excitation is close to resonance wavelength of this
metasurface, the larger crossover h is likely due to either hot
carrier induced resonant charge transport or hot carrier
induced molecular conductance change.45 We also note that
h is relatively large compared to other reports studying
nanojunctions composed of clean Ag surfaces, where
quantum tunneling effects only become significant below
two atomic lattice spacings22 (∼0.8 nm for Ag); the critical
tunneling distance in our metasurface is approximately 0.5
nm larger at ∼1.3 nm. This increase is attributed to the
presence of both aromatic PhSH molecules (which provide a
conductive link through π–π stacking44,46) and alkanethiol
monolayers (which provide a large electronic energy barrier
and form an insulating dielectric layer47) inside the
nanojunction. Our results are comparable to other
nanojunctions functionalized with dithiols as “molecular
shunts” that traverse across nanojunctions48 and
demonstrate the presence of significant tunneling effects
even in the absence of such molecular linkers.

Conclusion

Overall, we are able to experimentally validate FDTD results
using a QCM that predict a decrease in electromagnetic field
enhancement as nanojunction gap heights are decreased
below the threshold for electron tunneling. Our results
indicate that such models are able to accurately predict
changes in SERS intensities for a colloidal metasurface

composed of AgNCs sandwiched against an Au backplane,
where the molecular analyte is located in the center of the
resulting nanojunction. When gap height is decreased below
1.3 nm — even in the absence of a molecular linker that
crosses the nanojunction — the charge transfer mechanism
plays a dominant role in dictating SERS signal. These results
demonstrate that molecular monolayers such as the
alkanethiols used in these experiments serve as insufficient
passivation layers to prevent charge transfer across these
plasmonic nanojunctions. Because the capacitance of a
parallel plate capacitor is proportional to the relative
dielectric constant of material inside the gap, alternative
nanojunction passivation methods, such as ultrathin coating
using high-k materials49 such as HfO2, ZrO2 and TiO2, may
provide alternative methods for controlling charge transfer
and increasing SERS enhancement.

Methods
Gold substrate fabrication

Au substrates are fabricated through sputtering (using
Denton Discovery 18 sputter system). 500 um thick, 4 inches
size silicon substrates were washed with ethanol, piranha
solution, DI water and dried with nitrogen stream. The
sputtering RF bias is used to clean the substrate for 40
seconds, and follows with Cr (400 W, 10 second) and Au film
(300 W, 115 second) sputtering with the Ar gas pressure as
2.4 mTorr. Then diced into 1 cm by 1 cm pieces for later use.

Ag nanocube (AgNCs) synthesis

Ag nanocubes were synthesized using a modified polyol
reaction as previously described.50 Briefly, AgNO3was reduced
in 1,5-pentanediol heated to ∼200 °C. CuCl2 and PVP (55 000
MW) were added to control the nucleation and growth
process, as well as to passivate the nanocube surfaces after
growth. In order to decrease polydispersity and remove non-
cubic particles, nanocubes were vacuum filtered. Millipore
Durapore membranes were used in three different sizes to
remove sequentially smaller nanoparticles: 650 nm, 450 nm,
and 220 nm.

Metasurface fabrication

Ag nanoparticles are repeatedly washed by centrifugation in
ethanol and finally redispersed in chloroform. The
nanoparticle solution is then carefully drop-cast onto a DI
water sub-phase and allowed to equilibrate. Thin (150 μm)
PDMS adhered to a silicon backing was then mechanically
dipped through the film to transfer it to the substrate.
Alkanethiols were used to displace the PVP and form
controlled SAMs on the nanoparticle surfaces. Nanoparticle
coated PDMS surfaces were submerged in a 1 mM ethanolic
solution of the desired alkanethiol for 1 hour. They were then
rinsed copiously with ethanol, dried in N2, and adhered
immediately to an Au thin-film substrate. The Au thin-film
was then either treated with a 1 mM ethanolic solution of a
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desired thiolated molecule prior to adhesion to the Ag
nanoparticle PDMS surface, or immediately adhered to form
the metasurface.

Gap height determination

We used theoretical calculation to determine the gap
distance. For bare Au substrates, we have used previously
reported alkanethiol SAMs on Ag thickness measurements.39

For PhSH, we have assumed a linear addition of the
thickness PhSH SAM on Au and the alkanethiol SAMs on
Ag.51 For the gap distance of dHDT Au substrates,
interdigitation was assumed to calculate gap thickness. It has
been shown that opposing alkanethiol monolayers on
nanoparticles will interdigitate on assembly.40 The distance
calculation was followed the equation:

D = 0.458 + 0.126 × n + D (PhSH)

where D is gap distance in nanometer, n is number of CH2

groups in alkanethiols and D (PhSH) is thickness of
thiophenol SAM (0.6 nm).39

UV-vis and SERS measurements

A Perkin-Elmer Lambda 1050 was used for all reflectance
measurements. Data was collected with an 8° angle of
incidence. Raman measurements were collected on a
Renishaw inVia Raman microscope, either with a 633 nm
HeNe laser or a 785 nm diode laser. All measurements were
collected with <1 mW with a 0.9 NA 50× objective. 100
measurements were collected at random for each substrate.

FDTD simulation

FDTD simulations were carried out with Lumerical FDTD
Solutions. AgNCs (Palik dielectric data) were modeled in 3
dimensions with a flat gold film as a substrate. A spacer of
various thickness was added with index of refraction (n) = 1.4
to reflect the organic SAM spacers. Incident light was normal
to the substrate with s-polarized light. A 1 nm global mesh
was used with a 0.5 nm local mesh at the junction added to
improve accuracy. The model was solved from 300–1500 nm.
The electric field enhancements were calculated in the plane
of the Ag film, in the center of the gap.

Data availability

The data supporting this article have been included as part
of the ESI.†
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