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Terahertz spectroscopy is only now beginning to make its transition from initial development by
physicists and engineers to broader use by chemists, materials scientists and biologists, thanks to
the increasing availability of commercial terahertz spectrometers. With the unique insights that
terahertz spectroscopy can provide into intermolecular bonding and crystalline matter, it could
prove to be an invaluable addition to the chemist’s analytical toolset. This tutorial review aims
to give an introduction to terahertz spectroscopy, its techniques, equipment, current applications
and potential for the chemical sciences to a broad readership.

Published on 05 Dicembar 2011. Downloaded on 21/02/2026 22:58:12.

Introduction

The terahertz (THz) region of the electromagnetic spectrum
can be described as being from 0.1 to 10 THz (3.3 cm™! to
333.6 cm™ '), bridging the microwave region and the far infra-
red. The general term THz spectroscopy refers to techniques
which employ coherent sources as opposed to the incoherent
sources historically used in far infrared spectroscopes. Most
coherent work in this region has traditionally been in the lower
frequency end of this spectrum by astronomers studying rota-
tional spectra of gases.! Coherent sources present many advant-
ages, such as improved signal to noise, and in recent years the
technology for generating and detecting coherent THz radiation
has developed rapidly meaning that the whole of this largely
unexplored region of the electromagnetic spectrum is now much
more accessible. As a result this technology is now starting to
make the transition from its beginnings in the early 1990s as a
preserve for physicists and engineers to a useful tool for those
working in the chemical sciences. In fact commercial spectro-
meters are now starting to become readily available. However
due to the relative infancy of THz spectroscopy, especially in
the chemical sciences, work in this area is still limited and the
literature is underdeveloped and disparate. This is also the case
with regard to THz metrology where further developments are
required to standardise measurements and methodologies in
order to allow THz spectroscopy to become a routine tool for
the chemical sciences.”

THz spectroscopy has the potential to provide a powerful
and informative link between infrared spectroscopy and micro-
wave spectroscopy, with potential in supramolecular chemistry,
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protein analysis and studies of molecular solids; while in the
solid state it can potentially be a useful alternative to X-ray
diffraction (XRD), solid state NMR (ssNMR) and Differential
Scanning Calorimetry (DSC). This review aims to introduce
the broad chemical readership to this new analytical tool and to
discuss the current uses and strengths of THz spectroscopy and
highlight its potential impact on the chemical sciences.

Terahertz spectrum and spectroscopic activity

The THz region lies between the microwave and infrared
regions of the electromagnetic spectrum and information from
THz spectroscopy reflects the interface of these different
spectroscopies. Thus, the energy of photons in the THz region
allows THz spectroscopy to investigate vibrational activity,
which appears outside the range of infrared spectrometers
while rotational and torsional modes of gaseous molecules
of higher energy than those detected by microwave spectro-
scopy can be observed in the low frequency region of the
THz spectrum. An approximate description of activity in this
region is shown in Fig. 1. Rotational activity in the THz region
is qualitatively the same as that observed in microwave
spectroscopy with the obvious difference being at higher
energy and thus generally observed for transitions between
higher J levels or for rotations with smaller moments of
inertia. The types of vibrational activity observed in the THz
region are however qualitatively different to that observed by
infrared spectroscopy.

Vibrational terahertz spectroscopy

By examining the simple treatment of a harmonic oscillator
given in eqn (1), it is clear vibrations from bonds with smaller
force constants and/or larger reduced masses than observed in
infrared spectroscopy can be expected to present themselves
in the THz region. Thus for small molecules in the gas phase
typically the only observed vibrational THz activity is from

2072 | Chem. Soc. Rev., 2012, 41,2072-2082

This journal is © The Royal Society of Chemistry 2012


http://dx.doi.org/10.1039/c1cs15277g
http://dx.doi.org/10.1039/c1cs15277g
https://doi.org/10.1039/c1cs15277g
https://pubs.rsc.org/en/journals/journal/CS
https://pubs.rsc.org/en/journals/journal/CS?issueid=CS041006

Published on 05 Dicembar 2011. Downloaded on 21/02/2026 22:58:12.

View Article Online

bending modes and even these mostly lie in the far infrared
(Fig. 1).

w=L [k
T 2n\lu

(1)

w: vibration frequency; k: the force constant; p: reduced mass
of the system

In contrast, vibrational modes involving the motion of large
subunits in large molecules, particularly biomolecules (proteins,
DNA, lipids etc.), which have very large reduced masses and
whose force constants are mostly influenced by weak inter-
molecular forces are very active in the THz region. Given the
unique insight into the tertiary structure of such important
molecules the analysis of these modes can provide, it is perhaps
unsurprising that the investigation of biomolecules is a rapidly
growing area of study within THz spectroscopy and constitutes
a large proportion of the literature.’

For the same reasons (large reduced mass and low force
constant) it is also possible to observe vibrational modes of
supramolecular complexes of small molecules which are bound
together by intermolecular forces, i.e. hydrogen bonding, halogen
bonding and van der Waals interactions. This is most commonly

observed in the condensed phase and provides a rich source of
activity for THz spectroscopy. The combination of such inter-
molecular vibrations and crystalline phonon modes in the solid
state allows rapid and non-destructive access to information
regarding the exact state of a solid sample. Indeed, distinct
THz spectra are observed for crystalline and amorphous samples,
different crystalline polymorphs, and due to the presence or
absence of solvent in the lattice allowing the hydration state of
the sample to be probed directly. Thus, THz spectroscopy can be
used in place of DSC for the study of phase transitions or as
a complementary technique to ssNMR and XRD. Given the
importance of the characterisation of solids, often in real time, in
the pharmaceutical and security sectors, the identification and
analysis of solid samples using THz radiation is an important
area of research.

Since intermolecular bonding has such an influence on THz
spectra the physical form of any system being studied has
a huge impact on the appearance of these spectra. Thus, the
gas phase, where intermolecular interactions have minimal
influence, can be thought of as being distinct from the study
of condensed phases, where intermolecular interactions have
significant influence.
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Fig. 1 Molecular modes and activity in the terahertz region of the electromagnetic spectrum.

Gas phase terahertz spectroscopy

The study of gases within the THz region is probably the most
mature area due to its similarities with gas phase microwave
spectroscopy. As a result of the minimal influence of inter-
molecular interactions in the gas phase, spectra are dominated
by the rotational and torsional activity of molecules. In fact
sub-THz radiation (commonly defined as 0.1-1 THz) has
long been a valuable tool for astronomers in characterising
astronomical systems due to the ability of microwave and
THz spectra to identify gases through the fingerprint of their
rotational spectra. High resolution rotational spectroscopy is
also invaluable in providing very precise structural infor-
mation regarding molecular species. Examples of gases that
absorb in the THz region include carbon monoxide,* nitrous
oxide,’ and propane.® However it is also important to note
that water exhibits a large number of rotational transitions in
the THz region.”® Thus, the large amount of water vapour in
the natural atmosphere is an important consideration in any
THz spectroscopy measurements.

Due to the maturity of microwave spectroscopy, rotational
spectroscopy is a well-developed and documented area. Extensive
libraries of rotational spectra and texts on the subject exist; THz
spectroscopy for the study of gas phase rotational spectra will
therefore not be discussed further here. The interested reader is
directed elsewhere.’

Condensed phase terahertz spectroscopy

As outlined above, intermolecular interactions dominate the
appearance of spectra in the THz region and can therefore
provide us with valuable information regarding these inter-
actions in the condensed phase. Key to the appearance of THz
spectra in the condensed phase is the long range order present
in a sample and the microenvironment of the intermolecular
bonds. For sharp spectral features to exist good long range
order and well defined intermolecular bonding needs to be
present. Since this is absent in amorphous solids and liquids

such samples tend to exhibit fewer spectral features and if
present they tend to be broad in nature.

By comparison, crystalline materials exhibit more spectral
features which are also much more defined than those observed
in the amorphous phase and liquids. This difference between
amorphous and crystalline materials is exhibited clearly in the
absorbance spectra of indomethacin'® where, upon undergoing
a transition from an amorphous phase to a crystalline structure
a broad, featureless THz absorption spectrum is replaced with a
spectrum in which clear transitions are observed (Fig. 2).

Although the study of crystalline materials is by far the
most well developed region of THz spectroscopy and the richest
source of literature within the field, the resulting spectra cannot
be readily assigned to isolated functional groups (cf. infrared
spectroscopy) as spectral features can be attributed to a mix
of the phonon modes and isolated intermolecular vibrations
in the crystal. Thus computational methods are essential
in gaining an understanding of terahertz spectra. A range of
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Fig. 2 Absorbance spectra of indomethacin crystalline (solid line)
and amorphous (dashed line) 75% in polyethylene. Reproduced with
permission of Elsevier from ref. 10.
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Table 1 Assignment of observed vibrational frequencies (THz) for
2,4-dinitrotoluene (w, m, s represent weak, middle and strong respec-
tively) showing the typical molecular modes active in the THz region
between 0.1 and 10 THz. The assignments show the effectiveness of
isolated DFT above 5 THz but also the need for calculations to include
the crystal lattice for lower frequency assignments. Assignments were
made with GAUSSIAN 03 package with the Becke-3-Lee—Yang—Parr
(B3LYP) functional and 6-311+ G basis set.'”

Experimental B3LYP/6-311 +G**

Assignment

Frequency Frequency

(THz) Intensity (THz) Intensity

1.08 Phonon or intermolecular
mode

2.52 Phonon or intermolecular
mode

5.01 S 4.92 S 2,4 C-NO; in plane bend

8.88 s 8.61 s Ring out of plane bend

10.56 s 10.53 S Ring in plane bend

11.58 A 11.82 w Methyl deformation, ring
out of plane bend

12.81 A 13.08 w C—CHj3; out of plane
wagging

14.34 s 14.58 s 4 C-N out of plane
wagging

15.81 m 15.96 m 4 C-N in plane bending,
ring torsion

19.05 s 19.38 s Ring torsion

different computational approaches has been used, including
isolated molecule calculations,'""!? rigid molecule atom-atom
potentials,13 and solid state DFT.">"!® Table 1 shows calcula-
tions using an isolated molecule approach for assigning the
spectra of 2,4-dinitrotoluene.'? Assignment of these features
gives us an understanding of the types of modes active in
the THz region and where they are active in the spectrum.
It can also be seen in Table 1 that this isolated DFT approach
is effective at replicating THz spectra at higher frequencies
where bending modes appear. However, at low and sub-THz
frequencies spectral features are not as easily assigned as these
features result from phonons and intermolecular vibrational
modes within the crystal lattice. Thus the use of computation-
ally more detailed approaches, which treat both the molecule
and the lattice, are required for a full understanding of THz
spectra.

The use of rigid molecules and atom-atom potentials, where
the geometry of a molecule is fixed and placed within a lattice
is a computationally cheap method of achieving this. This
method has been shown to be effective for use with small rigid
molecular structures, such as benzoic acid,'? but is expected to
be unsatisfactory for larger, more dynamic molecules, where
modes resulting from the mixing of intra and intermolecular
vibrations are present. Although computationally demanding,
solid state DFT is a more thorough theoretical treatment
which incorporates these intra and intermolecular contributions,
resulting in a better fit between theory and experiment.

As would be expected, due to the low-energy nature of
systems in this region (kT at 298 K corresponds to 6.2 THz),
THz spectra are strongly temperature dependent with significant
broadening observed with increasing temperature. This strong
spectral temperature-dependence however, can be potentially
advantageous. Accurate, remote and local temperature measure-
ment should be possible through the use of multi-wavelength

(spectrum) pyrometry, enabling sensitive temperature measure-
ment at low temperatures (<500 K).!*?°

Current and future applications

Using the physical principles and ideas previously described
THz spectroscopy has been demonstrated in a very wide
range of areas relevant to the chemical sciences. In addition
to academic research, THz spectroscopy is of interest to a
number of industries that have strong overlap with the chemical
sciences, including the pharmaceutical, security and manufac-
turing sectors. Some of the current uses of THz spectroscopy
and its potential are described in the following sections.

Fingerprinting and chemical identification

The ability to measure rotational constants in the THz region
means different gases can be identified readily and this has
been applied in atmospheric and astrochemistry. In particular,
developments in instrumentation allow the rapid, real-time
identification of isotopologues,' which are challenging to analyse
using conventional techniques. This approach may find future
application in a number of areas including the identification of
isotopically labelled species generated in metabolic studies.

There is growing interest in using THz spectroscopy to
“fingerprint’ and identify unknown compounds in the condensed
phase. Since radiation at THz frequencies can pass relatively
unhindered through non-polar and non-metallic packaging
(e.g. polyethylene and PTFE), the security sector has shown
significant interest in using THz spectroscopy to identify
unknown substances hidden in dry packaging. As a result
there is a significant proportion of THz spectroscopy literature
devoted to small molecules and materials related to illegal drugs
and explosives. Examples of recorded spectra for crystalline
solids include ketamine,? ecstasy,”> and dinitrotoluene.'”> THz
spectroscopy has also been used to identify a range of flammable
liquids.**

As with all spectroscopic techniques the identification of
mixtures with THz spectroscopy is challenging but examples
of its use in the study of mixtures are known.?>¢

Studies of liquid dynamics

Although the literature is dominated by studies in the solid
phase (a result of the more defined spectra), work on liquid
systems has been demonstrated and THz spectroscopy can
offer many unique insights even in these disordered systems.
Work with liquid systems in the THz region as with other
spectroscopic techniques can be challenging and requires
specific experimental considerations due to the high attenua-
tion by many liquid phases especially water. Use of narrow
liquid transmission cells or ATR systems enables the effective
study of such systems. Although liquids exhibit little long-
range order and THz spectral features are broad, it has been
shown through combining molecular dynamics calculations and
THz spectroscopy measurements, that it is possible to observe
hydrogen bonding networks in liquid water.?” Since THz spectro-
scopy is able to detect these hydrogen bond networks and can
be time resolved on the sub-picosecond scale it has allowed a
number of groups to study the dynamics of solvation. For
example, by using THz spectroscopy Haventith and co-workers

This journal is © The Royal Society of Chemistry 2012
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Fig. 3 Terahertz absorption spectra and frequency dependent refractive indices of a-lactose anhydrate (alLy) and a-lactose monohydrate
(aL-H,0) at 293 K (left) and 90 K (right). (Reproduced with permission of Elsevier from ref. 14).

were able to study changes in the solvation of lactose on the
femtosecond to picosecond timescale and determine the size of
the hydration layer to be 5.13 £ 0.24 A2 This ability to observe
changes in hydration structure of water has been used most
extensively in studying biological systems and shall be discussed
in the next section.

Additionally, in one of its earliest uses, pulsed THz spectro-
scopy was used to study the molecular dynamics of water and
lower alcohols (methanol, ethanol and propan-1-ol) through
the direct measurement of complex permittivity.?® This
showed that femtosecond pulsed THz spectroscopy could be
used to successfully test existing models of dielectric relaxation
in a previously unexplored region of the spectrum and one
that is ideally suited for studying time dependent phenomena.
More recently THz spectroscopy has been used to study the
dielectrics of pentanol isomers through measurement of the
complex permittivity, showing spectral sensitivity to structural
changes in these isomers.°

Studies of biomolecules in the solid state

The study of chemical systems relevant to biology is one of the
most active areas of THz spectroscopy. Due to the large mass
of biomolecules, and the conformations of these molecules
being strongly influenced by weak interactions, they can
provide a rich source of activity in the THz spectrum in the
solid state. Work on DNA in the THz region was undertaken
as far back as 1986.3! Here highly orientated films of DNA
salts were studied from 5 to 300 K and a number of vibrational
modes were detected which were sensitive to the hydration
state of the sample. More recently, THz spectroscopy was used
to study calf thymus DNA at differing humidities allowing
conformational changes upon hydration to be observed.??
Proteins, including type I collagen and bovine serum albumin,
were also studied and shown to exhibit broadband adsorption
suggesting a large density of low frequency collective modes.
Changes in spectra with humidity and hydration suggest the
technique is also sensitive to conformational change for these
proteins. In addition to DNA and proteins the polysaccharide

biomolecules cellulose and chitin have also been studied.
Here features present at low temperatures (10 K), but absent
at high temperatures (300 K), were found and were assigned
to one-dimensional phonon modes along the backbone of the
polymer.*?

In order to fully analyse the information gained from
studying large biomolecules in the solid state it is necessary
to combine experimental observations with theoretical studies.
Solid state DFT has been used in the study of a-lactose
monohydrate which exhibits clear and well defined sub-THz
spectra, with a sharp, well-defined peak at 0.53 THz (Fig. 3).
Through modelling, this feature has been shown to correspond
to a hindered rotation of the whole lactose molecule along the
b-axis of the crystal within the hydrogen bond network.>* This
peak can be fitted extremely well with a Lorentzian function,
showing that the vibrational mode undergoes homogenous
dampening, while the fitting also shows that the lifetime of
the excited vibrational state is 14.6 ps, leading to spectral
broadening which is exacerbated at higher temperatures due to
the inherent properties of THz spectroscopy as discussed in the
introduction.®

Studies of biomolecules in aqueous solution

Direct measurement of the solvation layer around proteins has
been achieved by measuring changes in the dielectric spectrum
of the solution with concentration.’®3” Whilst the direct
observation of the low energy vibrational modes of proteins
in aqueous media is an attractive application of THz spectro-
scopy, attenuation by water in the THz region is strong, often
resulting in featureless spectra which at first sight yield little
information about the actual protein. Despite this, Allen and
co-workers have shown that detailed investigation of such
systems is possible.*® Studying bovine serum albumin they
were able to separate the molar absorption of the solvated
protein from the strongly attenuating water, yielding informa-
tion about the protein structure.

In common with other areas of research using THz spectro-
scopy, such as the study of photoconductive materials (vide infia),
the use of time-resolved, pump—probe techniques for biomolecules
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can provide valuable insights into their dynamic behaviour.
This has already been demonstrated by studying the conforma-
tional changes of the photoactive yellow protein when excited
by blue light.* Another protein of interest for such studies is
rhodopsin, whose response to light has been characterised by
THz spectroscopy in both solution and the solid state.***!

Solid state transformations

Due to the ability of THz spectroscopy to clearly distinguish
between samples with good and poor long range order and other
changes in intermolecular bonding networks, it is a powerful
technique for the study of phase changes in condensed systems,
be this a change in polymorph or a crystallisation processes.
Work in this area has already demonstrated the potential for
THz spectroscopy as a useful addition to other solid state
techniques such as DSC, ssNMR and XRD.

THz spectroscopy has the advantage of being able to
monitor such changes in situ, in real time. Monitoring of
the THz spectrum of carbamazepine as the temperature was
varied allowed the direct observation of transitions between
amorphous, rubbery and crystalline (both forms III and I)
states (Fig. 4).*> Using this approach it was possible to clearly
distinguish the glass transition and other phase changes in this
system. The distinct THz spectra for carbamazepine form III
and I polymorphs (Fig. 5) also enabled the investigation of the
inter-conversion of these polymorphs in comparison to DSC
showing the complimentarity of these techniques.*

The crystal nucleation of n-alkanes (C,3-Cy6) from melt has
also been studied.** These alkanes demonstrate rotator phases
intermediate between the liquid and crystalline solid phases.
THz spectroscopy was used to observe the nucleation of crystal
formation and also the liquid to rotator phase change through
enhancement of specific absorptions in a very narrow tempera-
ture range. The observed enhancement in absorption was
assigned to the increase in the vibrational density of states
during the transition and likened to the boson peak observed
in glasses. This change could also be observed by using the
refractive index which can be readily obtained using THz time
domain spectroscopy (THz-TDS, vide infra).
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Fig. 4 Contour plot of the non-isothermal heating of amorphous
carbamazepine (CBZ) from room temperature. The sample was heated
from 293 K until its melting point at a heating rate of 1 K min~".

(Reproduced with permission of John Wiley & Sons, Inc. from ref. 42.)
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Fig. 5 Absorbance spectra of carbamazepine form III (solid line)
and form I (dashed line) 50% in polyethylene. (Reproduced with
permission of Elsevier from ref. 10.)

THz spectroscopy can also be used to study solid state
reactions. Co-crystal formation from phenazine and mesaconic
acid has been monitored in real time using THz spectroscopy.*’
Phenazine and mesaconic acid were ground together in an
equimolar mixture and, by observing the change in intensity
of the peak at 1.2 THz which is characteristic of the phenazine:
mesaconic acid co-crystal, the effects of different grinding
conditions on co-crystal formation could be determined. Accu-
rate quantification of the rates of co-crystal formation could
also be made by constructing a calibration curve from the
intensity of the peak at 1.2 THz.

The reaction of p-benzoquinone and p-dihydroxybenzene in
the solid-state to form the 1: 1 complex quinhydrone has also
been monitored by THz-TDS.*® Using the Beer—Lambert law
the progress of the crystal transformation could be observed
quantitatively. Further measurements on this system demon-
strated that THz spectroscopy is complementary to XRD and
solid state FTIR analysis.

THz spectroscopy has also been shown to be a complimen-
tary technique to powder XRD, mid-IR and Raman spectro-
scopy in the study of the dehydration kinetics of D-glucose
monohydrate.” By heating p-glucose monohydrate and
measuring peak area changes (Fig. 6) in the THz spectrum,
it was possible to observe conversion in real-time. By measur-
ing reaction rates at five different temperatures, the activation
energy of the dehydration could also be calculated. This study
also demonstrated the potential of the time-gated and coherent
sources used in THz-TDS to help avoid problems due to the
noise generated by the heating of the sample.

Applications in pharmaceutical sciences

It is of paramount importance that all polymorphs (crystalline and
amorphous), and hydrated forms of a new active pharmaceutical
ingredient (API) are identified in order to optimise the properties
with regard to stability, bioavailability and the manufacturing
process of the drug, and to ensure that a comprehensive patent
is obtained. The ability of THz spectroscopy to identify these
different solid forms, including the formation of co-crystals,
has the potential to allow efficient and rapid screening.
Further, as an API moves through scale-up and the screen-
ing process it is important that the solid state form produced
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Fig. 6 THz absorption spectra (with baselines corrected) of b-glucose
monohydrate being heated at 45 °C for about 27 min. The numbers
mark the positions of absorption peaks. The absorption peaks at 1.80
and 1.96 THz decreased and the absorption peaks at 1.28, 1.43, and
2.08 THz increased over time due to the reduction of p-glucose mono-
hydrate and augment of anhydrous p-glucose during the dehydration.
(Reproduced with permission of Elsevier from ref. 47).

and administered is controlled to ensure that results are
accurate and representative as polymorphism has a large effect
on bioavailability by modifying the solubility. The solid form
of a drug has a large impact on stability during storage. Thus it
is unsurprising that the pharmaceutical industry has shown
great interest in using THz spectroscopy given its ability to
rapidly distinguish between the physical form of solids, includ-
ing polymorphism and hydration.*>* In addition to the studies
on carbamazepine described in the previous section THz
spectroscopy has been applied to the study of polymorphism
for ranitide hydrochloride,* diclofenic acid,!” and the identifi-
cation of the hydrate forms of theophylline monohydrate.>!

THz spectroscopy’s ability to monitor solid state reactions
non-invasively also has significant potential for the study of drug
product stability during storage, especially as many excipients
(pharmacologically inactive components such as tablet coatings)
and packaging materials are transparent to THz radiation which
enables the in situ, real-time, non-destructive study of tablets.
This also allows non-invasive identification of drug products with
potential benefits in manufacturing Quality Assurance (QA) and
the identification of counterfeit drugs, a growing concern.

In addition to using THz radiation to examine the physical
form of the active ingredient, changes in refractive index between
layers and coatings due to fractures mean it is also possible to
examine the physical features of tablets non-destructively. Thus
THz examination of pharmaceutical products can be combined
with 2D and 3D imaging, resulting in an extremely powerful
technique. In addition to potential applications in QA during
manufacturing and storage, THz spectroscopy has been shown to
be effective for assessing tablet coating and dissolution rates.>> ¢

Materials chemistry

THz spectroscopy has the capability to be an extremely
important technique for studying the chemistry of materials,

particularly those relating to electronics due to its ability to
study low energy phenomena. This has been demonstrated for
the characterisation of low energy molecular vibrations in
phenylene oligomers.’” These conjugated polymers are of use
in optoelectronics where it is critical to gain an understanding
of these low energy molecular vibrations as they are believed
to have a significant effect on charge carrier diffusion in these
materials.

An additional advantage of THz spectroscopy is that dynamic
processes (such as photo-excited carriers) can be studied with
pump-probe THz-TDS due to the time-gated THz generation.
This use of pump—probe techniques to study carrier dynamics
was demonstrated for photoconductivity of the functionalised
pentacene organic semiconductor.>®

Another active area in materials science for THz spectro-
scopy is in the study of high-temperature superconductors due
to the importance of low energy phenomena in these materials.
Superconductors, such as MgB, have been characterised using
THz-TDS.% Parameters such as superconducting energy gap
and magnetic penetration depth can be measured and the study
of superconductors through their emission of THz radiation
can also been undertaken.%

As well as being useful in the study of materials a significant
body of work in materials chemistry is in the development of
new sources and detectors for THz spectroscopy.®!

Coherent control and excitation

As with all spectroscopy, in addition to passive observation of
phenomena there is also the potential to influence molecules,
reactions and processes by coherent excitation. The area of
vibrational excitation has been growing and a significant body
of experimental and theoretical work has been published.®> ¢’
Similar work carried out in the infrared has benefited from
the introduction and use of lasers, a coherent and bright light
source. Since the THz region also benefits from such coherent
and bright sources, similar applications should be possible. In
fact the excitation of systems with THz radiation has already
been demonstrated: the excitation of acoustic phonons in the
inorganic system AlGaAs®® and the excitation of crystalline
L-arginine®® have both been studied. The first study is analogous
to the time-resolved, pump—probe experiments described in the
previous section for the study of dynamics in semiconductors.
Here the pump consists of THz radiation and the probe is
optical. Acoustic phonons in the un-doped semiconductor
AlGaAs were excited using intense coherent and single-cycle
THz pulses. The subsequent relaxation of these could then be
monitored by using time delayed optical pulses tuned to the
interband transition of the AlGaAs semiconductor.

For the r-arginine study, a crystalline sample was excited
using an intense THz pulse and changes to the observed peak
shape in its THz absorption spectrum were monitored. The
pump pulse was shown to lead to excitation of the inter-
molecular vibrational mode at 1.1 THz. Modelling of the peak
at 1.1 THz and the transformation of its shape and position
demonstrated that excitation led to an increase of 20 levels
in the anharmonic intermolecular potential well, taking the
system far from thermal equilibrium. The coherent control
of the ferroelectric PbTiO3 has also been investigated in a
theoretical study,”® Indicating that through the use of properly
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shaped THz fields it should be possible to initiate a structural
change of the ferroelectric crystal through movement of the
ions within the lattice.

Terahertz spectroscopy techniques

Compared to FTIR spectroscopy, where these instruments are
now ubiquitous in chemistry laboratories, THz spectroscopy is
much more expensive and less accessible. These limitations can
however be explained by the relative age of the techniques.
Infrared spectroscopy is much more mature and commercial
spectrometers have been available for over fifty years. Since
reliable sources of THz radiation have only emerged in the
last twenty years THz spectroscopy in comparison is still very
much in its infancy. However, these sources compared to
infrared sources have the advantage of being bright body,
more stable and coherent. These advantages coupled with
sensitive photon detectors results in superior dynamic range
and signal to noise ratios being possible. Additionally, detec-
tion methods in THz spectroscopy, allow for the possibility of
measuring phase and amplitude instead of just intensity. This
is in comparison to commercial infrared systems which are
predominantly FTS (power spectrometry) rather than disper-
sion FTS (i.e. cross-correlation FTS) which records complex
amplitude. Since amplitude and phase are directly related to the
absorption co-efficient and refractive index this means complex
permittivity can be easily obtained from THz spectroscopy. A
number of THz radiation sources and systems are now available
for use in spectroscopy. These can be broadly split into the older
incoherent techniques familiar to far-infrared spectroscopic
measurements and the more recent coherent THz techniques.

Incoherent techniques

Fourier Transform Infrared (FTIR) interferometry is a mature
methodology used for probing molecular resonances. It uses
thermal (or ‘noise’) sources such as arc lamps or an incandes-
cent SiC globar to generate extremely wide bandwidth of
radiation (from THz to the visible). A helium-cooled bolometer
is normally coupled to this to record the interferogram. For
such systems the limit of spectral resolution is nominally
0.5 cm ™' (at the penalty of a long scan-time). Thermal-source
interferometry is inherently characterised by the principal
trade-off between resolution and signal to noise ratio (S/N).
The S/N is typically around 300:1 at 3 THz. It deteriorates
rapidly below this and can be enhanced by averaging over
multiple scanning events. An averaged interferogram may thus
take minutes to several tens of minutes to record. The power
from such sources is low and the peak output power is
typically around 100 nW and this can become significantly
worse in the sub-THz band (near to the noise-floor).”!

Coherent techniques

The Vector Network Analyzer (VNA) is a highly sophisticated
and versatile microwave diagnostic instrument which directly
applies the principle of the conservation of energy. A signal
of known absolute amplitude and phase is propagated into
a ‘system’ and the VNA records the division of signal (or
scattering) among different paths, i.e. transmission, reflection
and absorption. The VNA is a generator and receiver of

ultra-phase-stable, coherent, fine- and widely-tunable electro-
magnetic radiation. At present such instruments can produce
and detect, with the aid of frequency multipliers, the amplitude
and phase of radiation having wavelengths from infinity to
0.3 mm (i.e. 33 cm™! or 10'? Hz). This can be done with a high
precision energy bandwidth (6.25 x 107> cm™" or 1.875 MHz)
that is of the order of a million-fold higher in resolution than
spectrometries currently used routinely by chemists.

The quantum cascade laser (QCL) is another instrument
for generating coherent THz signals. It is assembled from
repeating units. Each unit has an active region for creating the
required population inversion for which relaxation yields THz
photons (but over a narrow tuneable band). The electrons
continuously escape to the subsequent injector band to induce
other same-frequency photons. The cascade nature implies
that the produced photons in each period couple together to
achieve a higher energy level. The first THz QCL was demon-
strated in 2001 at 4.4 THz"? and subsequent intensive research
has produced rapid improvements. The spectral coverage has
been extended to the sub-THz with working temperatures
at around 170 K for pulsed signals and around 120 K for
continuous wave signals. The output power is on the order of
hundreds of mW. Like FTIR, the QCL has difficulties for
achieving high-power sub-THz emission and this is due to
small sub-band energy separations and higher free-carrier
losses. Room-temperature operation is also as yet unavailable
and this significantly limits its scope for practical applications.

The most intense THz radiation source available is the free-
electron laser (FEL). This source generates a THz signal
by intense magnetic-field-induced bunching of high-velocity
electrons propagating in a vacuum flight-tube. The output
power can be further increased by an energy recovery linear
accelerator (linac) to achieve average broadband THz beam
powers of 100 W. However, as a result of its size and cost, FELs
are high-capital facilities. Operating on a similar principle to the
FEL, but compact at lab-bench scale is the Backward Wave
Oscillator (BWO). A heated-cathode is the source of an electron
beam that interacts with a periodic-cavity (slow-wave) struc-
ture. The retarding effect generates an oscillating electric field
that propagates against the direction of the electron beam. The
output signal beam frequency is coupled out near the electron
gun and delivers typical powers in the range of 50 mW at the
lower sub-THz band to near 2 mW at 2 THz.

THz time domain spectroscopy (THz-TDS) is probably the
most commonly found and accessible technique for chemists
and chemistry applications. As a result it is probably the
most widely described technique in the literature pertaining
to the chemical sciences. A typical THz-TDS set up is shown in
Fig. 7. At the heart of this system is the generation of THz
radiation, which is facilitated by producing an ultrafast electro-
optical frequency rectification of an optical laser input signal to
a THz signal. This is undertaken by excitation of a non-linear
crystal (typically GaAs) by a pulsed femtosecond laser beam
(commonly from a Ti: Sapphire laser). The laser path used for
generation is one which has been split just after the source into a
pump and probe beam. The pump beam passes through a delay
stage prior to excitation of the non-linear crystal. Following
generation, the THz radiation is propagated along a beam path
to the sample.
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Fig. 7 Schematic representation of a common Terahertz Time Domain Spectroscopy System.

After passing through the sample the resulting spectra can
be detected using a number of methods.”® However, electro-
optical sampling is the most commonly used. Here the THz
radiation from the sample is directed to a crystal which can
become birefringent when exposed to the electric field of
the THz radiation. Typically a (110) ZnTe crystal is used. A
portion of the optical beam from the laser is also directed
through this crystal which results in its polarisation rotating in
proportion to the magnitude of the THz electric field. By using
a Wollaston prism the beam is then split into two orthogonal
pulses (probe and measurement) which are passed on to the
balanced photo-diode detectors for measurement. By measur-
ing the signal as a function of time-delay between the THz
radiation and the probe beam, the electric field of the THz
pulse in the time domain can be built up. As with FTIR a
Fourier Transform of the raw data is required to yield the
equivalent frequency domain spectrum which most chemists
are familiar with. The THz-TDS described above is how a
system would typically be found in an academic research setting.
The first commercial systems were introduced in 2003 and a
handful of companies are now selling commercial systems based
upon these principles.

In addition it is possible, as with Raman, mid and near-
infrared spectroscopy, to undertake chemical imaging with
THz radiation. By using a focussed beam and moving the
specimen of interest through the focused beam it is possible to
build up a spatial map of chemical distribution and physical
features in two dimensions and even in three dimensions.
These imaging techniques have been developed out of interest
from the security and manufacturing sectors. For more
information regarding these techniques the reader is directed
elsewhere.™

Experimental considerations

As with all spectroscopic techniques certain considerations
have to be made when performing THz spectroscopy to achieve
good quality spectra. As is the case for infrared spectroscopy,
water can have a detrimental effect on THz spectral quality.
Whereas vibrational modes of water complicate infrared spectra,
rotational modes of water are observed in the THz region,

spanning the whole THz range up to 19.5 THz.”>"° It is thus
important moisture is eliminated from any regions where the
THz radiation is present. This can typically be achieved by
purging of the spectrometer with dry gas. It is also important
to note that although this absorption by water can have a
detrimental effect on spectral quality these absorptions can also
be beneficial by providing a means of calibrating an instrument.

Solid state samples, like samples for transmission infrared
measurement, are commonly produced by mixing the material
of interest with an inert and transparent matrix and compres-
sing the blend into pellets. Powdered polyethylene and PTFE,
due to their chemically inert nature and transparency to THz
radiation, are suitable matrix materials for sample prepara-
tion. For studies involving other sample types, measurement-
cells can be constructed from a range of solid materials with
good transparency in the THz region. These include sapphire,
z-cut quartz, high density polyethylene (HDPE) and poly-
methylpentane (TPX®).

Conclusions

Due to developments in the last twenty years spectroscopy in
the THz region of the electromagnetic spectrum is now
becoming a reality. This technology is now in the process of
transitioning from its initial development by physicists and
engineers to being a useful tool for chemists. With a maturing
of this technology an increasing number of researchers are
working in this area and the technique is becoming more
accessible. However, as a result of its relative infancy, the
THz spectrum still remains relatively unexplored compared to
other regions of the electromagnetic spectrum. The brightness
and coherence of THz sources allows spectroscopy to be
undertaken with very good signal to noise and dynamic range
compared to current infrared techniques. Further to this, the
availability of time-gated sources on a femtosecond timescale,
allows time-resolved measurements of important dynamic
physical phenomena to be studied. In addition detection of
amplitude and phase as opposed to just intensity allows THz
spectroscopy to easily measure important parameters such
as refractive index and complex permittivity, enabling the
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investigation of molecular dynamics in liquids. In the solid
state, THz spectroscopy has already shown itself to be a useful
technique and is emerging as a powerful addition to other solid
state spectroscopies, XRD and DSC. It has also shown that it
can provide insights into the low energy dynamics of large
biomolecules. This ability of THz spectroscopy to study low
energy vibrational modes allows valuable insights into the
little studied and understood area of intermolecular inter-
actions. Increased understanding of such interactions and
systems could have implications for a number of important
topics in the chemical sciences, such as molecular crystal-
lisation, solvation, biochemistry, surface science and supra-
molecular chemistry.
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