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In this work, water soluble carbon quantum dots (wsCQDs) were synthesized from lemon peel waste using

a facile and cost effective hydrothermal process. As synthesizedwsCQDswere 1–3 nm in size with spherical

morphology and oxygen rich surface functionalities. ThesewsCQDsmanifest excellent photoluminescence

(PL) properties and exhibited quantum yield (QY) �14% with high aqueous stability. wsCQDs were further

used to design an economic, green and highly sensitive fluorescent probe for the detection of Cr6+ ions

with a detection limit of �73 nM. This wsCQDs based fluorescent probe could provide a simple, rapid,

convenient technique for the sensitive and selective detection of Cr6+ in water purification processes.

Further, wsCQDs were immobilized over electrospun TiO2 nanofibers and the photocatalytic activity for

such a TiO2–wsCQDs composite was demonstrated using methylene blue (MB) dye as a model

pollutant. Photocatalytic activity for the TiO2–wsCQDs composite was found to be �2.5 times more

than that of TiO2 nanofibers. The synthesis method for wsCQDs could be easily scaled up for gram scale

synthesis of carbon quantum dots.
1. Introduction

Chromium contamination brought about by various industrial
revolutions such as electroplating, textile dyeing, leather
tanning, mining, and wood preserving has been accompanied
by signicant environmental deterioration.1,2 In contrast to
other valence states of chromium, Cr6+ is highly toxic and
carcinogenic in nature due to its higher oxidation potential,
smaller size and greater mobility.2 In addition, it has the ability
to produce reactive oxygen species and ultimately results in the
generation of other highly toxic (especially genotoxic) byprod-
ucts.3–5 Therefore, its concentration is strictly restricted in
drinking water even at a trace level.6 Consequently, sensitive
and selective detection of Cr6+ in aqueous systems is crucial for
both human health concerns and an ecological point of view.7,8

Signicant efforts have been made to develop various tech-
niques for the selective determination of Cr6+ ions, such as,
inductively coupled plasma-mass spectroscopy (ICPMS),9
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surface enhanced Raman scattering (SERS),10 X-ray absorption
spectroscopy,11 atomic absorption spectrometry (AAS),12 elec-
troanalytical,8 and colorimetric detection.13 Although, most of
the analytical methods required extra processing in terms of
surface modication, sample preparation and are coupled with
sophisticated instruments. Recently, carbon nano particles
based uorescent sensors have opened up a new avenue for the
detection of heavy metal ions posing environmental and health
risks.14 Fluorescence based sensors offer a noninvasive detec-
tion technique in homogenous medium, high sensitivity,
simplicity and rapid detection.

Carbon quantum dots (CQDs)15 have received much atten-
tion in recent past decades, due to their unique physical,
chemical, optical and surface properties.16 Carbon dots are
recognized as paracrystalline carbon, having angstrom size
polyaromatic carbon core shell, surrounded by amorphous
carbon domains. However, their dened structure is still
a matter of debate.17 Instead of other nano sized allotropes of
paracrystalline carbons, carbon dots exhibited excellent
biocompatibility, photostability and innocuousness proper-
ties.18 As a consequences of their fascinating virtues, carbon
quantum dots (CQDs) have found promising potential for
a wide range of applications from environmental,19,20 water
purication,21,22 biomedical23–25 to energy storage devices26–29

along with many more future applications.30–33 Their charac-
teristics of multicolor tunable emission properties throughout
the visible and NIR region34 are highly desirable for biomedical
RSC Adv., 2016, 6, 72423–72432 | 72423
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applications such as bio-imaging,35,36 bio-sensing,21,37 cell
labeling,38 photodynamic therapy39 and drug delivery.40,41

Since rst report of arc-discharge synthesis of photo-
luminescent carbon dots (CDs),42 a number of effective
synthetic approaches are in practice for the easy fabrication of
CDs.6,43,44 In past few years, waste materials especially bio-
wastes have been turned into the most fascinating carbon
sources for CDs synthesis. Since, bio-wastes offer economic
nature and added advantage of green synthesis. For instances,
Sun and co-workers adopted hydrothermal technique for CDs
synthesis with 1–4 nm in diameter by using low-cost waste,
willow bark.45 Dubey et al. reported the synthesis of wsCQDs by
using soya nuggets as a carbon source.43 Wang et al. adopted
microwave assisted technique for the synthesis of uorescent
CDs with egg shell membrane and further utilized them for the
detection of copper ions.46 Most of the approaches for green
synthesis of wsCQDs either involved hydrothermal technique or
microwave assisted synthesis due to fabrication ease and faster
synthesis processes. The use of lemon as energy source and
refreshing agent brings nutrition and refreshment but simul-
taneously lead to increase of enormous bio-waste. Discarded
lemon peels waste is generally le for biodegradation and
ultimately end up to air/dust pollution. Second life usage of
lemon peels into value added products via cost effective
approaches, still needs serious concern. In an attempt to
manage lemon peel wastes in a more convenient way, we used
lemon peel as carbon source for the synthesis of wsCQDs via
hydrothermal technique.

Furthermore, characteristic electron transfer properties of
CQDs were explored for the photocatalytic removal of organic
pollutant. Sustainable removal of non-biodegradable organic
pollutants from contaminated waste water is crucial to protect
human health and aquatic life.47 Among all available methods,
photocatalytic degradation of organic dyes into environmental
benign products has emerged as an effective way to remove
organic contaminates from waste water using TiO2.48 TiO2 has
been used as photocatalyst over 40 years, due to its economic
nature, chemical inertness and resistant to corrosion. However,
its UV range activity due to wide band gap (energy band gap �
3.0–3.2 eV) semiconductor and recombination of excitons
(electron and hole pair) are some of the major drawbacks that
still needs to be addressed.49–51 Exploiting the improved pho-
tocatalytic activity of TiO2 composites, various photocatalysts
have been developed. Hetero-structures of TiO2 with CDs are
found to improve its charge separation along with trans-
portation and ultimately lead to enhanced photocatalytic
activity. Prasannan et al. fabricated ZnO–CDs composites
through hydrothermal route and reported the superior photo-
catalytic activity of ZnO–CDs composite due to suppressed
charge recombination.52 Yu et al. reported the fabrication of
TiO2(P25)–CDs composite with enhanced photocatalytic H2

evolution.28 Li et al. synthesized TiO2–CDs composites and
showed that nanocomposites exhibited improved photo-
catalytic activity than pure TiO2 under UV light irradiation
because of electron transfer process between CDs and TiO2.53

Herein, wsCQDs were synthesized via a green and economic
hydrothermal route utilizing lemon peel as carbon source,
72424 | RSC Adv., 2016, 6, 72423–72432
generally discarded as waste. Synthesized wsCQDs possessed
high photostability with �9% of QY even aer one year of
storage as compared to �14% of QY for fresh sample. wsCQDs
has been successfully applied for the simple, sensitive and
selective detection of Cr6+ based upon uorescent “turn off”
technique. Further, composites of wsCQDs and TiO2 nanobers
were developed at room temperature using 6-aminohexanoic
acid as linker molecule. Photocatalytic activity of TiO2–wsCQDs
composites was explored for the degradation of model pollutant
methylene blue (MB) dye and found�2.5 times higher than that
of TiO2 nanobers.

2. Experimental section
2.1. Materials

Waste lemon peels were collected in-house at IIT Kanpur and
washed several times with water before use. Titanium isoprop-
oxide (TIP, 97%), methylene blue, 6-aminohexanoic acid,
sodium hypo chloride and other inorganic salts used in this
study were purchased from Sigma Aldrich, India and used as
received without any further purication. Polyvinylpyrrolidone
(PVP, MW¼ 1 300 000) was purchased from Alfa Aesar and used
as received. Ethanol, dichloromethane, acetic acid and quinine
sulphate were purchased from Merck. Cr6+ solution was
prepared from K2Cr2O7. The solutions of other metal ions used
in this study were prepared from their respective nitrate or
acetate salts. The instrumentation details are discussed in ESI.†

2.2. Synthesis of carbon quantum dots from lemon peel

Carbon dots were synthesized through greener synthetic route.
Initially, 5 g lemon peels were washed with water and dried
initially in sunlight and then in oven at 100 �C for 10 h. The
dried lemon peels were crushed and put in 100 mL solution of
0.1 M H2SO4. Aer 5 min, lemon peels were washed with plenty
of water for several times, followed by ltration and then drying
in oven at 100 �C for 4 h. The sample was mixed with 150 mL of
sodium hypo chloride solution and kept for 4 h. Further, the
sample was washed with water for several times until pH � 7.
Then, lemon peels sample under went through hydrothermal in
a Teon lined autoclave and kept at 200 �C for 12 h. Autoclave
was allowed to cool down at room temperature naturally, then
sample was collected and washed with dichloromethane to
remove the unreacted organic moieties. The resulted aqueous
solution was centrifuged at 10 000 rpm for 30 min to separate
solvent from the wsCQDs and nally dried at 100 �C.

2.3. Synthesis of TiO2 nanobers and carbon quantum dots
composite

TiO2 nanobers were fabricated by electrospinning technique
using TIP as titania precursor according to earlier reported
protocols.54 In brief, 0.45 g of PVP was dissolved in 7.5 mL
ethanol at 55 �C and stirred continuously for 30 min. 1.5 g TIP
was mixed in mixture of 3 mL ethanol and 3 mL acetic acid at
room temperature under continuous stirring for 30 min. Aer
that TIP solution was poured in PVP solution and continuously
stirred for another 8 h to get homogeneous mixture. TIP/PVP
This journal is © The Royal Society of Chemistry 2016
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solution was then loaded to the 10 mL plastic syringe. Solution
was pushed at 20 mL min�1 through the syringe pump and
nanober mat was collected on aluminum foil wrapped over
rotary drum. Distance and voltage applied between syringe
needle and collector was 10 cm and 12 kV, respectively. Nano-
bers matrix over aluminum foil was then placed in oven at
60 �C for 1 h to collect free standing mat. Free standing mat was
calcined in muffle furnace at 500 �C for 2 h. Calcined TiO2

nanobers mat was further functionalized with wsCQDs.
50 mg of as fabricated TiO2 nanobers mat was dispersed in

50 mL DI water. Further, 246 mg of 6-aminohexanoic acid was
added to it and continuously stirred for 6 h at room tempera-
ture. Aer functionalization, TiO2 nanobers were washed with
water via centrifugation (5000 rpm for three times) to remove
excess 6-aminohexanoic acid. Aer that, functionalized nano-
bers were mixed with 10 mL aqueous solution of wsCQDs
(1 mg mL�1) and again continuously stirred for 6 h at room
temperature. Finally, TiO2–wsCQDs composite was collected
through centrifugation process.
2.4. Fluorescence detection of Cr6+

Cr6+ detection was performed at room temperature in aqueous
solution. 10 mL solution of different metal ions (1 � 10�3 M)
Scheme 1 Schematic illustration for the synthetic procedure of
wsCQDs by hydrothermal treatment of lemon peel waste precursor.

Fig. 1 (a) Low and (b) high resolution TEM images of wsCQDs; inset (a)

This journal is © The Royal Society of Chemistry 2016
were mixed in 2 mL aqueous solution of wsCQDs (125 mg mL�1).
The solutions were mixed thoroughly, le for 1 min and then
uorescence spectra were recorded immediately. The uores-
cence emission intensities for all the metal detection experi-
ments were recorded at 360 nm excitation wavelength.
Excitation, emission slits (5 nm) and all other experimental
parameters were kept constant throughout the experiment.
Experiments for sensitivity and selectivity of Cr6+ were repeated
for three times.

2.5. Photocatalytic experiment

TiO2–wsCQDs composite (10 mg) was dispersed in 20 mL MB
solution (20 mM) and stirred for 2 h to get adsorption–desorp-
tion equilibrium. The equilibrated solution was then exposed
under UV light (12 W), aliquots were collected at different time
interval and centrifuged before analysis to remove composite.
Absorption spectra of MB aliquots were recorded with UV-vis
spectrophotometer. The kinetic rate constant of MB degrada-
tion in the presence of photocatalyst was calculated using
Langmuir–Hinshelwood model as given below:55

ln

�
Co

C

�
¼ Kapp � t

where Kapp is apparent kinetic rate constant, Co is initial
concentration of MB dye and C is concentration of MB at irra-
diance time t.

3. Results and discussion

wsCQDs were synthesized by the carbonization of lemon peels
via facile and cost effective hydrothermal process. Hydro-
thermal carbonization has been turned into a popular approach
for the green synthesis of carbon nano particles from organic
precursor. Hydrothermal carbonization converts organic mass
into CDs and also, imparts surface functionalization resulting
them to be water soluble and photoluminescent.56 The synthetic
process of wsCQDs is shown in Scheme 1. However, the exact
mechanism for the synthesis of wsCQDs from organic mass is
still unclear. The possible mechanism for the conversion of
corresponding size distribution histogram.

RSC Adv., 2016, 6, 72423–72432 | 72425
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carbonaceous organic materials of lemon peels to wsCQDs
involves a number of processes such as dehydration, fragmen-
tation, condensation, aromatization and carbonization.57
3.1. Microscopic and spectroscopic characterization

Morphological characterization of wsCQDs was analyzed with
TEM. The TEM images (Fig. 1) clearly show that wsCQDs are
well dispersed in nature with spherical morphology. Synthe-
sized wsCQDs are monodisperse with a narrow size distribution
having 1–3 nm in diameter as indicated in inset of Fig. 1(a).

Typical UV-vis absorption spectrum of wsCQDs is illustrated
in Fig. 2(a). A continuous increase in absorption from 800–200
nm with a broad absorption band at 270 nm was observed. This
band was assigned to n–p* and p–p* transition of the –C]O
and conjugated C]C bonds and are in accordance with earlier
reports for graphitic nano carbons.58,59 The aqueous solution of
wsCQDs exhibited bright blue luminescence under UV light
irradiation as demonstrated in inset of Fig. 2(a) wsCQDs are
highly soluble in water resulting in a highly dispersed solution
Fig. 2 (a) UV-vis absorption spectrum of wsCQDs in aqueous solution
normal (left) and UV light (right). (b) FTIR spectrum of wsCQDs. (c) TGA spe
wsCQDs.

72426 | RSC Adv., 2016, 6, 72423–72432
(inset of Fig. 2(a)). Aqueous dispersion of wsCQDs showed zeta
potential value of �57.9 mV (Fig. S2†) conrming the presence
of high density negatively charged carboxylic groups on their
surface. The solution was highly stable for a very long period of
time and showed no signs of precipitation or aggregation.

FTIR analysis was performed to analyze the presence of polar
functional groups over wsCQDs surface. The characteristic
absorption bands for –COOH and –OH groups are observed as
shown in Fig. 2(b). A broad band at �3414 cm�1 appears for the
–OH stretching frequency. Peak at 1605 cm�1 and 1405 cm�1 is
a signature for the existence of –COO�. Peak at 1715 is due to
existence of C]O. A C–H vibration peak appears at 2940 cm�1.
FTIR spectrum reveals the presence of hydrophilic surface
functional groups over wsCQDs surface, imparting the excellent
water solubility. The thermal stability of as synthesized wsCQDs
was analyzed by TGA in inert atmosphere up to 1000 �C. Weight
loss versus temperature plot for wsCQDs is demonstrated in
Fig. 2(c). wsCQDs start losing weight progressively and �84.7%
weight loss were observed at 1000 �C. The weight loss was
; (inset) photographic images of aqueous solution of wsCQDs under
ctrumof wsCQDs. (d) High resolution scan of XPS for the C1s region of

This journal is © The Royal Society of Chemistry 2016
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attributed due to decomposition of hydrophilic functional
groups present on the surface of wsCQDs.37,58,60,61

X-ray photoelectron spectroscopy (XPS) was used for further
conrmation of the different functional groups on the surface
of wsCQDs. The XPS spectrum for C1s shown in Fig. 2(d)
conrms the ve diverse chemical surroundings. C]C at 284.1
eV, C–C and C–H at 284.6 eV correspond to sp2 and sp3 carbons,
respectively. Peaks at 285.7 eV, 288 eV and 289.3 eV corroborates
the –C–OH/C–O–C, –C]O and –COOH, respectively. Presence of
C–OH/C–O–C, –C]O and –COOH reveal the hydrophilic surface
functionalization of wsCQDs which is consistent with FTIR and
zeta potential analysis.61
3.2. Photoluminescence study

Photoluminescence (PL) behavior is the classic signature of
CQDs and considered as most signicant property from the
application viewpoint. Fluorescence emission spectra of
wsCQDs were analyzed at different excitation wavelengths
ranging from 300 to 540 nm with a continuous span of 20 nm.
Emission spectra as demonstrated in Fig. 3(a) clearly reveal the
tunable emissive nature of wsCQDs. On increasing excitation
wavelengths, red shi on emission wavelengths were observed,
which is recognized as generic feature of graphitic carbon
core.36 These tunable emissions depicted the multicolor
behavior of wsCQDs. The emission intensity increases from lex

300 nm to 360 nm then gradually decreases up to lex 540 nm.
The highest emission intensity was observed for excitation at
360 nm. Hence, lex of 360 nmwas selected and employed for the
further study of metal detection. Fig. 3(b) shows the normalized
uorescent emission intensity. PL mechanism for tunable
Fig. 3 (a) Fluorescence spectra of wsCQDs obtained at different excitat
increments. (b) Normalized fluorescence intensity. (c) Photostability tes
spectra at lem ¼ 441 nm. Digital fluorescence images of green-emitting (
(lex ¼ 540 nm, lem ¼ 605 nm).

This journal is © The Royal Society of Chemistry 2016
emissions of CQDs is not clearly understood up to now. A
number of recent studies have been reported to investigate the
origin of tunable emissions. According to Sun and coworkers,
optical behaviors of CDs can be partially explained on the basis
of surface energy traps and/or quantum connement effects.62

Deng et al. adapted hydrophilicity gradient ultracentrifuge
separation technique for the synthesis of CDs with diverse
hydrophilic nature.63 They proposed that tunable emissions of
CDs mainly arose from the particles' surface molecular states
and were independent of their sizes. The effect of surface
functionalities on the tunable emission behavior of CDs was
recently investigated by Dhenadhayalan et al.64

The PL emissions of wsCQDs are quite stable and highly
suitable for biomedical applications. Almost negligible photo-
bleaching was observed aer continuous irradiation with lex ¼
360 nm for 5 h as demonstrated in Fig. 3(c). Fig. 3(d) shows the
photoluminescent excitation spectra of wsCQDs at 358 nm. The
wsCQDs exhibited different emission colors under optical
microscopic investigation. Green and red colors were observed at
lex¼ 488 nm and lex¼ 540 nm, respectively as shown in Fig. 3(e)
and (f). This phenomenon is extensively observed for a wide
variety of luminescent nano carbons and could be explained on
the basis of optical selection of different surfacial defects.35,65 PL
QY were measured using quinine sulphate as a reference and
found �14% for the freshly prepared aqueous solution of
wsCQDs and retained �9% even aer one year of storage
(Fig. S1†). Formula for the calculation of quantum yield is shown
in ESI.† Table S1† shows the comparison between synthetic
methods, quantum yields and applications of wsCQDs obtained
from lemon peel waste with other reported methods. It can be
ion wavelengths progressively increasing from 300–540 nm in 20 nm
t of wsCQDs on continuous 360 nm excitation for 5 h. (d) Excitation
e) wsCQDs (lex ¼ 488 nm, lem ¼ 535 nm) and (f) red-emitting wsCQDs

RSC Adv., 2016, 6, 72423–72432 | 72427
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Fig. 4 (a) Fluorescence emission spectra of wsCQDs in presence of different concentration of Cr6+ varied through addition of 1 � 10�3 M Cr6+

solution from 5 mL to 100 mL, (b) Stern–Volmer plot for the system of wsCQDs–Cr6+; Io and I are the fluorescence intensity of wsCQDs in the
absence and presence of Cr6+, respectively and (c) the histogram showing the selectivity of Cr6+ towards the quenching of fluorescence intensity
of wsCQDs against addition of different heavy metal ions.
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seen that wsCQDs obtained through a facile and cost effective
method in the present work exhibited a relatively higher QY.
Fig. 5 (a) FESEM and (b) TEM micrograph of TiO2 nanofibers; (c)
FESEM and (d) TEM micrograph of TiO2–wsCQDs composites.
3.3. Detection of Cr6+ ions

wsCQDs with excellent water solubility and PL properties were
used as a uorescent probe for the selective and sensitive detec-
tion of Cr6+ ions. Herein, a simple, fast and economic approach
was adopted for the specic detection of toxicmetal ions in water.
At lex of 360 nm, wsCQDs exhibited lem at 441 nm and the uo-
rescence intensity was effectively quenched on the addition of
Cr6+ (1� 10�3 M) solution. Fig. 4(a) illustrates the PL spectrum of
wsCQDs aer addition of 5 mL Cr6+ solution (red line) followed by
a series of spectra obtained as increasing Cr6+ concentration
progressively by 10 mL till 100 mL. Fig. 4(a) clearly reveals an
obvious decrease in PL intensity in presence of Cr6+ ions. Hence,
indicating that the uorescence quenching of wsCQDs is sensitive
towards Cr6+ ions with a linear relationship and almost quenched
aer the addition of 100 mL solution. A linear response was
observed between Cr6+ concentration and decrease in uores-
cence quenching efficiency in the range of 2.5–50 mM. Fig. 4(b)
represents the Stern–Volmer plot for the dependence of (Io/I) with
Cr6+ concentration, where Io is initial PL intensity, and I is PL
intensity aer the addition of Cr6+ solution with time. The linear
response curve can be tted as Io/I ¼ 0.1024X + 0.4573 (X is the
concentration of Cr6+ solution, mM) with a correlation coefficient
of 0.9542. Five parallel determinations were conducted at xed
Cr6+ concentration (10 mM) to achieve relative standard deviation
(RSD). RSD of 0.25% anticipated the reliability of uorescence
“turn off” sensor. The detection limit is anticipated to be as low as
73 nM at a signal-to-noise ratio of 3. Table S2† shows the
comparison of the various uorescence based sensors towards
Cr6+ detection with wsCQDs obtained from lemon peel waste. As
per world health organization (WHO), Cr6+ concentrations lower
than �900 nM are acceptable in drinking water. Thus, our uo-
rescent based method is sensitive enough to monitor Cr6+

concentration in drinking water. This wsCQDs based sensor
provides signicant advantages including simplicity, low instru-
mentation cost and fast response and thus exhibited the potential
application for the detection of Cr6+ in environmental industry.
Regarding the mechanism for the quenching of PL intensity by
72428 | RSC Adv., 2016, 6, 72423–72432
metal ions, a number of investigations have been carried out.46

Cr6+ can assist non-radiative recombination of electron–hole pair
extinction via effective electron transfer/energy transfer process
due to the presence of vacant d orbitals and low lying d–d transi-
tion state3 and consequently lead to the uorescence quenching
of wsCQDs.66

To evaluate the selectivity of wsCQDs towards Cr6+, the uo-
rescence responses were investigated in presence of other metal
ions such as Ni2+, Cd2+, Fe2+, Cu2+, Mn2+, Co2+, and Ba2+ under the
same experimental conditions. Fig. 4(c) represents the selectivity of
wsCQDs towards Cr6+ ions. It was observed that quenching of
wsCQDs emission was more effective for Cr6+ rather than other
metal ions. Only small interference was observed by Cd2+, Fe2+ and
Cu2+ ions. The selectivity can be explained on the basis of higher
thermodynamic affinity of Cr6+ ions to wsCQDs. The presence of
oxygenous surfacial group as conrmed by FTIR, TGA, XPS and zeta
potential studies brings the selectivity of wsCQDs towards Cr6+ ions.
This journal is © The Royal Society of Chemistry 2016
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Fig. 6 (a) TGA graph of TiO2 solid nanofibers and TiO2–wsCQDs composite and (b) PL spectra of TiO2 nanofibers and TiO2–wsCQDs composite.

Paper RSC Advances

Pu
bl

is
he

d 
on

 2
5 

Iú
il 

20
16

. D
ow

nl
oa

de
d 

on
 1

6/
03

/2
02

6 
15

:5
7:

11
. 

View Article Online
3.4. Photocatalytic study

Fig. 5 demonstrated the FESEM and TEM micrographs of
fabricated TiO2 nanobers and TiO2–wsCQDs composite. The
TiO2 retains nanobersmorphology aer the calcination step as
shown in Fig. 5(a). Diameter of TiO2 nanobers were found in
the range of 80–120 nm and several mm in length, as observed by
FESEM image in Fig. 5(a). TEM image of TiO2 nanobers reveals
its rough and porous nature as shown in Fig. 5(b). FESEM image
of TiO2–wsCQDs composite is shown in Fig. 5(c). Immobiliza-
tion of wsCQDs on TiO2 nanobers did not affect its
morphology. Surface of TiO2–wsCQDs composites were more
roughened as compared to the pure TiO2 nanobers, due to the
deposition of wsCQDs. TEM micrograph of the composite as
shown in Fig. 5(d) reveals that wsCQDs are evenly distributed
over TiO2 nanobers surface.

To quantify the loading of wsCQDs over TiO2 nanobers,
TGA of TiO2 nanobers and TiO2–wsCQDs composites was
carried out in air environment from room temperature to 600 �C
as shown in Fig. 6(a). TiO2 nanobers lost �2% weight due to
adsorbed water, while TiO2–wsCQDs composite lost �5.7% of
total weight. The effective loading of wsCQDs over TiO2 nano-
bers was nd out to be 3.7% (on weight basis). Fig. 6(b) shows
the PL graph of TiO2 nanobers and TiO2–wsCQDs composite.
Fig. 7 (a) Photocatalytic degradation of MB in presence of TiO2 nanofi
photocatalytic reaction kinetics of MB degradation in presence of TiO2 n

This journal is © The Royal Society of Chemistry 2016
It can be observed that both the samples exhibited the evident
emission peak upon excitation with 370 nm light. Immobiliza-
tion of wsCQDs upon TiO2 nanobers exhibited considerable
reduction in emission intensity due to the lowering of excitons
recombination. For the bare TiO2 nanobers, highest intensity
peak at 423 nm is assigned to the self-trapped excitations of
anatase TiO2 nanobers, while the other low intensity peaks at
487, 505 and 528 nm are attributed due to the oxygen vacancies
and defect states in the surface of TiO2 nanobers.67,68 Aer
wsCQDs immobilization over TiO2 nanobers, the highest
intensity peak gets reduced, owing to the effective excitons
separation and enhancement in the life time of excitons.

UV-vis spectra of TiO2 nanobers and TiO2–wsCQDs
composite are shown in Fig. S3(a).† TiO2 nanobers did not
exhibit any absorption in visible region, while TiO2–wsCQDs
composite shows an additional absorption tail in visible
region.28,69 Fig. S3(b)† shows the XRD spectra of bare TiO2

nanobers and TiO2–wsCQDs composite. The XRD pattern of
TiO2 nanobers was well matched with the reference pattern
(JCPDS no. 01-083-2243) and peaks were assigned accordingly.
TiO2 nanobers contain anatase phase and have tetragonal
structure. Nanobers also contain a very small rutile peak at
27.2� corresponding to the (110) plane. There is no signicant
bers and TiO2–wsCQDs composite under UV light irradiation and (b)
anofibers and TiO2–wsCQDs composite.

RSC Adv., 2016, 6, 72423–72432 | 72429
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Fig. 8 (a) Schematic illustration for the photocatalytic degradation of
MB on TiO2–wsCQDs composite under UV light irradiation and (b)
digital images of MB before and after degradation.
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change in the XRD pattern of TiO2–wsCQDs composite which
may be due to poor crystallinity and low loading of wsCQDs.

Photocatalytic degradation of MB was performed in a Petri
dish under UV light irradiation. Adsorption–desorption equi-
librium was carried out for 2 h with continuous stirring under
dark conditions. Initial concentration for photocatalytic exper-
iment was taken aer the adsorption–desorption equilibrium
and no signicant degradation of MB was observed when
exposed to UV light without photocatalyst. Further, MB was
exposed under the irradiation of UV light in presence of TiO2

nanobers and TiO2–wsCQDs composite separately. Charac-
teristic peak for absorption of MB was observed at 664 nm.
Upon irradiation, both the blue colour of MB solution and
absorption peak intensity were decreased continuously with
time and corresponding C/Co vs. irradiance time graph is shown
in Fig. 7(a). Rate constant of MB degradation was calculated
using ln(Co/C) vs. time plot (Fig. 7(b)) and found 0.0053 and
0.0136 min�1 for TiO2 nanobers and TiO2–wsCQDs composite,
respectively. TiO2–wsCQDs composite exhibited improved
photocatalytic activity than that of TiO2 nanobers. Kinetic rate
constant of TiO2–wsCQDs composite was found �2.5 times
higher than the TiO2 nanobers. Table S3† shows the compar-
ison of the photocatalytic performance of various carbon dot
heterostructures with TiO2–wsCQDs composite.

Fig. 8(a) shows the schematic presentation for photocatalytic
degradation mechanism of MB with TiO2–wsCQDs composite
under UV irradiation. Photocatalytic activity was enhanced due
to the increased catalytic spot at TiO2–wsCQDs interface. Upon
UV irradiation, excitons (electron–hole pair) were created over
TiO2 nanobers and electrons were transferred to wsCQDs from
TiO2 conduction band, while holes remain in the valance band
of TiO2. This reduces the recombination of excitons and thus,
enhances the photocatalytic reaction.28,53 These electrons lead
to the generation of superoxide ion (O2

�) upon reaction with
oxygen at TiO2–wsCQDs photocatalyst surface and the holes
produce hydroxyl radical (OHc) upon reaction with water. The
other intermediate steps are discussed in detail in the ESI.† O2

�

ions, OHc radicals and other intermediates subsequently
degrade the MB into harmless products. Digital images of MB
before and aer degradation are shown in Fig. 8(b) wsCQDs also
enhance the adsorption of MB over TiO2–wsCQDs surface due
to its adsorptive property and thus, favouring their photo-
catalytic activity.
72430 | RSC Adv., 2016, 6, 72423–72432
4. Conclusions

Water soluble carbon quantum dots with high QY were
synthesized using a facile and cost effective hydrothermal
process utilizing lemon peel waste. Hydrothermal synthesis
possesses the merits of green synthesis and resource-saving
process with short reaction time. As synthesized wsCQDs have
the nearly spherical morphology and narrow size distribution. A
uorescent probe for label free sensitive and selective turn-off
sensing of Cr6+ was demonstrated, with linear range and low
detection limit of �73 nM. The wsCQDs based uorescence
assay exhibited promising potential for the detection of toxic
metal ions as well as for bioimaging applications. Further,
TiO2–wsCQDs composite was fabricated and employed for the
photocatalytic degradation of MB dye. Photocatalytic activity for
TiO2–wsCQDs composite was found �2.5 times more than TiO2

nanobers due to improved charge separation at the interface.
The synthesis method for wsCQDs could be easily scaled up for
gram scale synthesis of carbon quantum dots.
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