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Incorporating labile bonds in the chemical structure of polymers yields interesting materials that are
responsive to changes in environmental stimuli, such as pH. Active agents can be conjugated to various
polymers through acid-labile linkages, conferring upon them spatiotemporal control over the cleavage
and subsequent release of drugs, antibacterial agents or corrosion inhibitors. One key factor influencing
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the release of active agents is the hydrolytic stability of the linkages. We compared the hydrolytic kinetics
of acid-cleavable linkages and discuss the effect of structural fine tuning of molecules on the hydrolysis
rate. Synthetic routes towards various acid-sensitive linkages are discussed in relation with the functional

Published on 01 Deireadh Fémhair 2024. Downloaded on 06/03/2026 18:04:34.

rsc.li/polymers

1. Introduction

Materials can be engineered to confer spatiotemporal control
over the change in their physicochemical properties, leading
to a subsequent release of active agents, such as drugs,"” anti-
bacterial agents,*™® or corrosion inhibitors,”® while preserving
the structural integrity of the materials.”'°

Active agents can be encapsulated via physical entrapment
in a large variety of carriers, such as liposomes, particles,
hydrogels, or fibers."" However, encapsulation via physical
entrapment is typically associated with a burst release of active
agents and an undesirable leakage of payloads from carriers.">
Thus, acid-cleavable linkages are valuable building blocks
because they allow for the selective release of functional com-
pounds from parent molecules.*®

Local pH near anodic areas of steel substrates during cor-
rosion in 0.05 M NaCl is typically acidic (pH ~ 3.5).” This
finding has inspired research on the preparation of polymer-
corrosion-inhibitor conjugates as coatings, whereby the active
moiety, i.e. the corrosion inhibitor, is linked to the polymer via
an acid-cleavable bond.® The decrease in the local pH value, as
a consequence of corrosion, acts as the trigger to release the
corrosion inhibitor, which is adsorbed on the metal’s surface
to form a protective surface as a barrier to water and oxygen.
Another acidic medium is the extracellular environment of
tumors (pH = 6.5) owing to the hypoxic microenvironment
produced by irregular angiogenesis in fast-growing tumors.?
The reduction in pH values is also found from pH ~ 7.4 in the
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unit available on the active substances to be released.

bloodstream to pH = 6.5 in the early endosomal compartment
and below pH = 5 in the lysosomal compartments of normal
cells." Besides, an increase in lactic acid production due to a
high rate of glycolysis induces a decrease in the pH value from
~7.4 to =4 in the inflammatory phase of infected areas of
wounds,"® which has led to the development of acid-respon-
sive materials for wound healing.'® Besides, sweat is also
slightly acidic, and therefore, polymers have been designed to
release fragrances through the cleavage of acid-labile
linkages."”

There are several reviews discussing pH-cleavable linkages,
including the hydrolysis of acid-cleavable linkages.'®
Herein, we provide a systematic review on the structural factors
influencing the sensitivity of pH-cleavable linkages to acidic
conditions and the reactivity of possible reagents for synthesiz-
ing the linkages. Moreover, we extend the discussion, which is
typically focused only on the release of drugs, to other active
substances, such as fragrances, self-healing agents, and cor-
rosion inhibitors. We compare the hydrolytic kinetics of acid-
cleavable linkages and discuss the effect of structural fine
tuning of the molecules on the hydrolysis rate. An overview of
various linkages is proposed, whose selection depends on the
functional unit available on the active substance to be
released.

2. Substituents effects on the
dissociation of pH-sensitive linkages
The hydrolysis kinetics of acid-cleavable linkages was assessed
by high-performance liquid chromatography (HPLC) with an

ultraviolet (UV) detector in buffer solution at pH 5.5 and pH
7.4 at 25 °C.? Acid-cleavage linkages (acetals/ketals, imines,
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hydrazones, orthoesters, and thioether esters) were conjugated
with UV traceable molecules. Then, the linkages were ranked
according to their hydrolytic rate and their selectivity in
aqueous solutions (see Table 1). To quantify the relative rates
of hydrolysis, the half-life (¢,,,) of the acid-cleavable groups
was calculated from the HPLC results. When the half-life at pH
5.5 was lower than 1 h, the hydrolysis was considered by the
authors to be “fast”. The selectivity of hydrolysis regarding the
pH of the solution was evaluated by comparing the ratio of the
half-life at pH 7.4 over the half-life at pH 5.5. When the ratio
was more than 15, the cleavage was considered by the authors
to be highly selective. For ratios lower than 2, it was considered
non-selective. For ratios between 2 and 15, the cleavage was
interpreted as selective. Because there was no justification for
the choice of these numbers, the results were highly empirical;
however, they did allow for a comparison of the reactivities.

The hydrolytic rate can also change dramatically, depending
on the chemical structures of the parents and the released
molecules. Herein, we discuss the various approaches for
tuning the hydrolytic rates of acid-cleavage linkages in
aqueous media.

2.1 Hydrolysis of acetal/ketal linkages

Acetals and ketals groups are suitable acid-sensitive linkages
for releasing molecules containing primary, secondary, or ter-
tiary alcohols.” Both linkages are stable under basic con-
ditions due to the presence of lone electron pairs on the
oxygen atoms. They act as Lewis bases and are fairly labile in
the presence of Lewis or protic acids. Moreover, acetals and
ketals can be readily hydrolyzed to the corresponding carbonyl
compound (aldehyde or ketone) through a carboxonium ion
intermediate upon acid cleavage. In the hydrolysis process, the
formation of the resonance-stabilized carboxonium ions inter-
mediate (Fig. 1) is the rate-determining step. When the inter-
mediate carboxonium ion is more stabilized, the hydrolysis
rate is faster. Acetals and ketals can be formed using primary,
secondary, and tertiary alcohols and syn-1,2 and syn-1,3 diols.
The substituent effects in the acidic hydrolysis of acetal
groups was investigated by quantitative "H NMR spectroscopy
(Table 2).*® It was found that acyclic acetals were hydrolyzed

Table 1 Half-life time and selectivity of different acid-cleavage linkages
at pH 5.5 and pH 7.4%*

tin ti2(pH7.4)
Acid-cleavage linkages ~Chemical structures (pH 5.5) t12(pH5.5)
Acetal/ketal GORXRQ <ith <2
Hydrazone <1h <2
Imine Q <i1h <2
O/N N?\
Orthoester ho <1h >15
o
or
00O,
oo
Thioether ester QA >1h <2

4492 | Polym. Chem., 2024, 15, 4491-4518

View Article Online

Polymer Chemistry

’ ‘o )
0. -0 H 0/co. S H o

e I I g gL el
Rz Ry 2 R ROM R Rz Rs

H A

R o) 0._0.
SYO Ra\(/(? H Re\(v_o H . R(QXO H == R7OKTH

Re Ry Ry R Ry Rz Rs

Fig. 1 Scheme of the acidic hydrolysis of acetal groups.®

Table 2 Hydrolytic rate constants (ky.) of acetals in water

ki ke

Entry  Acetal (Lmol™"S™)  Entry Acetal (Lmol™s™)

OEt —4 >
1 oo’ 1.5x10 8 2*\3 0.013

OEt
2 B 1.6 9 'S 0.13

OEt
3 @ 160 10 q 0.5

0.
>
OEt —0,
4 Q. 41 11 Q 130
3
5 6000 12 A 3000
o

OMe

6 ek 1600 13 % 1.2
O.
7 IS 2.6 x107° 14 0.05
O3

faster than cyclic acetals. Moreover, the presence of carbo-
cation-stabilizing substituents, such as aromatic substituents,
in acetal groups significantly accelerated the hydrolysis rate.

The control of the pH-sensitivity of acetal- and ketal-based
linkers by structural variations was discussed recently.”” Three
important effects of the substituents in acetal/ketal linkages
were reported to be the distance between the R; substituent
(Fig. 1) and the ketal moiety, the presence of alkyl and aryl
substituents at R, and R; positions, and the effect of electron-
withdrawing/donating substituents in benzylidene acetals. The
hydrolysis kinetics was measured by "H NMR spectroscopy at
25 °C. To quantify the relative rates of hydrolysis, the half-life
of these molecules was calculated from first-order kinetics
fitting curves (see Fig. 2).

In this study, the amide group was used as an inductive
electron-withdrawing moiety. The effect of the number of
carbon atoms between the amide and the carboxonium ion
intermediate is shown in Fig. 2A. When the six-carbon linker
1-F2 was changed to a two-carbon-linker (3-F2), the half-life of
the ketals was increased from 0.4 h to 32.3 h. The longer half-
lives were induced by the higher stability of the carboxonium
ions. An inductive effect-based destabilization of the carboxo-
nium ion intermediate was observed in the molecule 3-F2
(Fig. 2B), which raised the energy of the transition state.
Moreover, the hydrolysis rates of the cyclopentyl 9-F2 and
cyclohexanone ketals 10-F2 were found to be about two times
and seven times slower, respectively, compared with the alkyl

This journal is © The Royal Society of Chemistry 2024
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Fig. 2 Relative hydrolysis rates of acetals/ketals depending on the sub-
stituents at the Ry, R, and Rz positions, with varying the (A) distance
between the electron-withdrawing amide moiety and ketal moiety, (B)
substituents effects of acrylic and cyclic ketones, (C) effects of electron-
withdrawing and electron-donating substituents. The solid lines are
fitting curves.?” (Copyright 2017 American Chemical Society).

analogues (Fig. 2B). The difference in hydrolysis rates between
the five-membered ring 9-F2 and the six-membered ring 10-F2
was attributed to the difference in torsional energy strain. The
lower torsional energy strain in 10-F2 induced a slower hydro-
lytic rate of ketals.

The half-lives of 15-F2 were not provided because the hydro-
lysis rate of 15-F2 was too high to be measured. Indeed, incor-
porating an electron-donating p-methoxy moiety on the acetal
bond of 15-F2 significantly accelerated the hydrolytic rate of
the acetal bond. Interestingly, the presence of a resonance-
based electron-withdrawing group in 13-F2, 14-F2, 15-F2
reduced the half-life, whereas incorporating an electron-donat-
ing p-methoxy moiety in 11-F2, 12-F2 significantly enhanced
the hydrolysis rate (Fig. 2C).

2.2 Hydrolysis of imine and hydrazone linkages

Imine linkages can be easily obtained from the reactions of
primary amines with carbonyl groups of aldehydes or
ketones.”® Imines are usually stable in neutral and basic con-
ditions, but they are hydrolyzed in aqueous acidic media (see
Fig. 3).

The hydrolytic stability of imine bonds depends on the pH
value of the medium, the basicity of the imine nitrogen, and
the substituents effects surrounding the imine bonds. Imines

This journal is © The Royal Society of Chemistry 2024
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Fig. 3 Scheme of the hydrolysis of imine bonds in acidic aqueous
media.

with higher basicity are more easily protonated, and hence
hydrolyzed more rapidly.

Cordes et al. investigated aryl and alkyl substituents
effects on the Ry, R,, R; positions in imine linkages.?® Imines
with aryl groups were found to be more stable towards
hydrolysis than alkyl imines groups due to electron delocali-
zation with zn-bond conjugations between the aromatic ring
and the imine bond. Electron-withdrawing substitutions
enhanced the hydrolysis rate of imines in acidic media.
Moreover, iminium salts (R'"R’C=N"R’R") in the intermedi-
ate state were found to be very sensitive to the presence of
water and can easily hydrolyze at any pH value in aqueous
media.*’

Hydrazone (R'-C'=N'-N’H-R®) linkages are one of the
most common linkages for providing a pH-responsive release
because they are easy to synthesize and display a moderate
sensitivity. Hydrazones are created via a formation of a stable
imine from the reaction of aldehydes and ketones with
a-nucleophiles, such as hydrazines and aminooxy groups.®' At
pH 7.4, the hydrazone bond is relatively stable and hydrolyzes
very slowly, while the rate of hydrolysis increases in mild acidic
environments (pH 5-6). Due to electron delocalization in
hydrazone structures (Fig. 4), hydrazones are more stable
towards acid hydrolysis than imines, while charge delocaliza-
tion in alkylhydrazones II-F4 and acylhydrazones IV-F4
enhances the density of negative charge on the carbon, result-
ing in a decrease in its electrophilicity. An alternative expla-
nation for the decreasing electrophilicity is that delocalization
causes a decrease in m-electron repulsion between the electron
lone pairs of nitrogen.

The hydrolytic cleavage of hydrazones groups is reversible.
The hydrolytic stability of different structural hydrazone lin-
kages was determined by NMR spectroscopy of the conjugates
at different pH values.>” The hydrolytic stability of hydrazone
linkages with a positive charge on the nitrogen (trimethyl-
hydrazoniumion 6-T3) was higher than that for other hydra-

RiIND R, Ris N Re
'I?s R3
I-F4 11-F4
Ry CN'T-)OL — R1\/NQJ?\) R, ﬂv)o\)
~ENNTR, T ~ V"N R, ™ o2 ¥s
N 4 =~ N 4 = H Ry
11-F4 IV-F4 V-F4

Fig. 4 Scheme showing the electron delocalization in alkyl and acyl
hydrazones.
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Table 3 Half-life (ty») of the hydrolytic rate for various hydrazone linkages at pH 5.0-9.0%?

pH
Entry Chemical structure 5.0 6.0 7.0 8.0 9.0
1 )\’N‘u CHy 9 min 24.5 min 1h 42h 19.5h
2 Aon s 7.4 min 11.3 min 32 min 2.0 h 11.7 h
CH,
3 2 2.4 min 21.4 min 2h 10.17 h 42h
)VN‘HJ\CHa
4 it 8.5 min 36.0 min 3.8h 12.3h 2.9h
)\,N.HJLNHQ
5 it 7.5 min 12.4 min 14 min 23 min 1.0h
)\’N\uJ\CFs
6 Mon D, 10.3% hydrolysis in 17 d ND no hydrolysis in 22 d ND ND
R
&Hy
zone linkages at pH 7.0 (Table 3). Moreover, the hydrolysis of
trimethylhydrazonium ions at pH 5.0-9.0 was very slow, but
was not due to electron delocalization and repulsion between A
lone pairs of electrons in nitrogen atoms. The protonation of ME"W"*W%\/\NH Entry
the nitrogen atom was unfavourable, due to the presence of an XX

adjacent quaternary ammonium group yielding potentially
positive—positive charge repulsion, which explains why the tri-
methylhydrazonium showed a very high hydrolytic stability. To
quantify the hydrolytic rate, the half-lives of hydrazone lin-
kages at pH 5.0-9.0 were calculated by fitting release curves
with the first-order kinetics (Table 3). The hydrolytic rate of
the tertiary amine 2-T3 on the hydrazone linkage was higher
than that for the secondary amine 1-T3. The presence of the
highly electronegative substituent 4-T3 on the hydrazone
linkage induced a slower hydrolytic rate than with substituents
with lower electronegativity.

The hydrolytic stability of hydrazone linkages can be con-
trolled by changing the different substitutions around the
hydrazone linkages.*® Zhang et al. investigated the substituent
effects around hydrazone linkages of pH-sensitive poly(ethyl-
ene glycol)hydrazone-farnesylthiosalicylate conjugates by
measuring the amount of cleaved farnesylthiosalicylate by
HPLC with an UV detector.** Farnesylthiosalicylate is a hydro-
phobic compound and an antagonist for RAS (renin-angioten-
sin system, an endocrine system), which can decrease tumor
development and progression. Hydrophilic poly(ethylene
glycol) was conjugated to hydrophobic farnesylthiosalicylate-
hydrazide to form a polymer with different substituents on the
hydrazone linkers. The increase in alkyl chain length led to a
decrease in the hydrolytic rate at pH 5.5 relative to PHF-2
(Fig. 5). This phenomenon was attributed to the decrease in
n-electron repulsion between the electron lone pairs of nitro-
gen atoms when the distance between them was increased
(linker X in Fig. 5A). Besides, the presence of aryl substituents
on hydrazone linkages led to a further decrease in the hydro-
lysis rate at pH 5.5. This behaviour was attributed to electron
delocalization of the m-bonds in the —-C=N- group of the
hydrazone and the aryl substituents, which contributed to
hydrolytic stability.

4494 | Polym. Chem., 2024, 15, 4491-4518
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Fig. 5 Structure of poly(ethylene glycol)-hydrazone-farnesylthiosalicy-
late (PHF) (A). Temporal evolution of the amount of hydrolyzed hydra-
zone linkers at different pH values for PHF-1 (B), PHF-2 (C), and PHF-3
(D).3* (Copyright 2015 American Chemical Society).
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2.3 Hydrolysis of orthoester linkages

Orthoesters were noted to hydrolyze faster in response to a
mild acidic environment than ketal and acetal groups with
similar structures due to the formation of a stable dialkoxy
carbon cation intermediate.** The hydrolysis of alkyl orthoe-
sters (Fig. 6) implies the cleavage of three alkoxy groups.?* The
first and second alkoxy groups were rapidly hydrolyzed in
acidic conditions. Then, the cleavage of the third alkoxy group
was slower compared with the cleavage of the first and second
alkoxy groups. The cyclic orthoesters can be in principle proto-
nated at two oxygen positions: the endocyclic atom O-1 (or
0-2) or the exocyclic atom O-3 (Fig. 6).>® Protonation at one of
the endocyclic atom induces a ring opening to afford a cation.
Water then attacks the cation to yield an ester or a diol.
Protonation at the O-3 position yields methanol and a cyclic
cation. Then, the cyclic cation is attacked with water to gene-
rate an ester.

Cheng et al. reported the synthesis of a family of acid-labile
polymers with pendent cyclic orthoesters.’” The hydrolytic
kinetics of six cyclic orthoesters were monitored by "H NMR
spectroscopy at pH 5.6, 6.5, 7.5, and 8.5 (Table 4). For identical
exocyclic alkyloxy groups, the hydrolysis rate decrease could be
ranked as 1a > 2a > 3a and 1b > 2b > 3b. The faster hydrolysis
rate of the six-membered cyclic orthoesters (1a or 2b) com-
pared with the five-membered cyclic ortho esters (2a and 2b)
can be explained by anomeric effects. The ideal chair confor-
mation of the six-membered ring induced a higher basicity of
the exocyclic oxygen atoms. Thus, the protonated exocyclic
alkoxy groups on the six-membered ring orthoesters were
hydrolyzed faster than the five-membered ring orthoesters.

However, another study reported that the hydrolytic rate of
five-membered ring orthoesters was faster than for six-mem-

/\‘ H
OR +Op, PRi—OH @6 OR
R4—QO1R2 —‘R4—€O;:?2 e R4~<+ 2‘—2—~ RQ—Q fH

OR; ORj3; ORS

H .o
3 \Eég\o 3H R1 OH R3 no HZO
)ros =— e
0" "R,

2 R2 1
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Table 4 Half-life time (t;,,, min) for the pH-dependent hydrolysis of six
different cyclic orthoesters®’

pH

Entry  Orthoester = Temperature (°C) 5.4 6.5 7.5 8.5

la o 15 ~1 ~2 14 50
2a o 15 ~2 ~3 20 120

3a o 15 36 ~1900

3a o 23 15 ~720

1b A 23 ~8 28
2b % 23 12 80

3b ) 23 17 ~560

The absence of t;, was due to the hydrolytic reaction being too fast to
be measured.

bered rings due to amide substituents on the ring."” Amide
substituents affected the conformation of cyclic orthoesters via
intramolecular hydrogen bonding, which influenced the
hydrolysis.>**” Léw and coworkers explored substituents
effects on the hydrolytic rate of alkyl orthoesters at the R, posi-
tion (Fig. 6a).>® The hydrolysis reaction was monitored by "H
NMR spectroscopy. The half-lives (¢,/,) and kinetic rates (kops)
were calculated by fitting release curves with pseudo-first-order
kinetics (Table 5). The electron-rich orthoesters (1-T5) were

observed to hydrolyze readily even at pH 7 with a hydrolytic

5 /\ H
H | Sl
CORZ =0k )OJ\ H,O
R4—QOH—~R4 OH R R, Ry “OH
OR;,
Ry—OH

SPAEAN
SNATO L cH Hen NG
/ko — (| -OH
0"k,

Fig. 6 Scheme of the hydrolysis of (a) alkyl orthoesters and (b) cyclic orthoesters.>®

This journal is © The Royal Society of Chemistry 2024
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Table 5 Hydrolytic kinetics (kops) and half-lives (ty/,) of alkyl orthoesters with six different R, (see Fig. 6a) substituents at pH 1-837

Entry R, pH 8 pH 7 pH6 pH5 pH 4 pH 3 pH1
1-T5 -CH, t1/» [min] 60 10 2 <1
Kobs [$7'] 1.8x107* 1.3x107° 6.1x107°
2-T5 -H t1> [min] >1000 510 70 20 7 <1
Kobs [$7'] 2.5%x107° 1.6 x107* 8.8x 1074 2.0x107°
3-T5 -CH,Cl t1/, [min] >1000 660 120 30 <1
Kobs [$7'] 1.7 x107° 8.6 x107° 2.9x107*
4-T5 -Triazole” t1/> [min] <1
5-T5 —Triazolium?” t1/2 [min] Inert >10 000
kobs [S™ 1.6 x107°
6-T5 -CCl, t1/» [min] >1000

“1-Benzyl-4-(trimethoxymethyl)-1H-1,2,3-triazole. ” 1-Benzyl-3-methyl-4-(trimethoxymethyl)-1H-1,2,3-triazol-3-ium.

rate of 1.3 x 107> s~%. However, the electron-deficient orthoe-
sters (5-T5, 6-T5) were remarkably stable at pH 1 and their
half-lives were more than 16 h. The orthoformates and chloro-
methyl-substituted orthoesters (2-T5, 3-T5) were stable at pH 7,
whereas they were readily hydrolyzed at pH 5, with ¢,,, values
of 20 min and 121 min.

2.4 Hydrolysis of thioether esters

B3-Thiopropionate esters (RCOOCH,CH,SR’) are specific
thioether esters that are very sensitive to the presence of
acids."® The hydrolysis of f3-thiopropionate esters is faster than
the hydrolysis of ester bonds (RCOOR’) in acid conditions due
to the inductive effect and the protonation of the neighbouring
sulfur atom. The presence of electron-withdrawing groups in
close proximity to ester bonds reduced the electron density at
the carbonyl groups. Consequently, the carbonyl group was
easily protonated and an electron lone pair of water rapidly
attacked the electrophilic carbons, resulting in an accelerated
hydrolysis. Moreover, the protonation of the sulfur atom and
subsequent formation of a six-membered ring by intra-
molecular hydrogen bonding (Fig. 7) caused a rapid hydrolysis
of the f3-thiopropionate esters under mild acidic conditions in
aqueous media.

Bowman et al. investigated the influence of the number of
carbons between the sulfide and ester bonds on ester hydro-
lysis using quantitative "H NMR spectroscopy.®® The trithiol
molecules displayed either one (1, trimethylolpropane tris(2-
mercaptoacetate)) or two (2, trimethylolpropane tris(3-mercap-
topropionate)) carbons between the ester bond and the sulfur
atom. The hydrolysis of the thiol-based esters was performed
at pH 8. The rate constants of for the ester hydrolysis of 2 and
1 were 0.022 + 0.001 and 0.08 + 0.015 day ', respectively. The
effects of the number of methylene units between the carbonyl
and sulfur was also studied by Schoenmakers and coworkers.*°
The drug paclitaxel (PTX) was coupled using a thioether ester
linker to poly(ethylene glycol) via a reaction between a thiol of
mercaptoacid and an acrylamide group in PEG-diacrylamide
(Fig. 8A). The measured release profiles of PTX at pH 7.4 could
be well described by first-order kinetics (Fig. 8B). The half-lives
for the hydrolysis of 3-sulfanylpropionyl and 4-sulfanylbutyryl
were 4.2 + 0.1 and 14.0 + 0.2 days, respectively.

4496 | Polym. Chem., 2024, 15, 4491-4518
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Fig. 7 Mechanism of the hydrolysis of B-thiopropionate groups in
aqueous acidic media.

The hydrolytic rate of thioether esters can be accelerated by
increasing the degree of oxidation on the sulfur atom."'
Hydroxyethylmethacrylate was condensed with dexamethasone
to form a polymerizable dexamethasone (DMSL) with different
thioether ester linkers (Fig. 9A) containing a sulfide (DMSL1),
a sulfoxide (DMSL2), or a sulfone (DMSL3) group. Oxidation of
the sulfide group induced a faster hydrolysis rate due to the
stronger electron-withdrawing properties of the oxidized
sulfur. The hydrolysis kinetics was measured by "H NMR spec-
troscopy at 37 °C and at pH 7.4 and 9.4. To quantify the hydro-
lytic kinetics, the half-lives of these molecules were calculated
from first-order kinetics (Fig. 9B). The hydrolysis of DMSL3
(t12 = 0.89 + 0.1 days) was faster than that of DMSL2 (¢, =

100 e

80 1

%)

L/ .’ m 3-sulfanylpropionyllinker
> ©® 4-sulfanylbutyryl linker

Cumulative Release (
a @
3 3
e \
-« s
0\\
.
\
)
-
\
\
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Fig. 8 (A) Chemical structure of paclitaxel conjugated with poly(ethyl-
ene glycol) via a R-thiopropionate linkage (A) (m = 2: 3-sulfanylpropionyl
linker, m = 3: 4-sulfanylbutyryl linker). (B) Release kinetics of paclitaxel
from PEG conjugates at pH 7.4 (B: 3-sulfanylpropionyl linker; ®: 4-sulfa-
nylbutyryl linker).*° (Copyright 2004 Elsevier).
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Fig. 9 (A) Chemical structure of polymerizable dexamethasone (DMSL)
derivatives with sulfide (DMSL 1), sulfone (DMSL 2), and sulfoxide (DMSL
3) ester linkages. Release kinetics of DEX from polymeric micelles with
crosslinked cores loaded with different thioether esters (®, DMSL1), a
sulfoxide ester (M, DMSL2), or a sulfone ester (A, DMSL3) at 37 °C at pH
7.4 (B) or (C) pH 9.4.** (Copyright ©® 2012 WILEY-VCH Verlag GmbH &
Co. KGaA, Weinheim).

18.4 + 0.4 days) at pH 7.4. After 7 days and at pH 7.4, <5%
dexamethasone was released from DMSL1 whereas >15% was
released from DMSL2 and DMSL3. Dexamethasone was
released much faster at pH 9.4 than at pH 7.4 for all three com-
pounds. Also, the sulfone DSML3 was hydrolyzed faster (¢, =
3.2 + 0.3 h) than the sulfoxide DMSL2 (¢, = 7.1 £ 0.4 h), which
was hydrolyzed faster than the sulfite DSML1 (¢, = 41.3 +
1.5 h) (Fig. 9B.).

Recently, a series of 8-hydroxyquinoline derivatives was
designed with structural fine tuning of the thioether ester lin-
kages.”> Their hydrolytic rate and hydrolysis selectivity under
acidic, neural, and basic conditions were measured and com-
pared (Fig. 10). The hydrolytic stability of the 8HQ-derivatives
was studied in a mixture of 600 puL of DMSO-d¢ and 150 pL of
D,O (neutral condition) or 150 pL of 0.5 M DCI solution in D,O
(acidic condition), or 150 pL of 5.0 M DCI solution in D,O
(conc. acidic condition). It was found that steric hindrance
effects induced a significant decrease in the hydrolysis rate,
whereas the hydrolysis rate was accelerated by oxidation of the
sulfur atom on the thioether ester linkages. The presence of
steric hindrance and stronger van de Waals repulsion induced a
higher selectivity for hydrolysis of the thioether ester linkages.

3. Selection of acid-labile linkages

The hydrolytic rate of pH-cleavable linkages and the type of
functional groups of the active agents to be released are two
crucial points to take into account when designing polymeric
materials or substrates with pH-cleavable linkages (Fig. 11).

3.1 Active agents containing aldehyde or ketone groups

The nucleophilic and addition reaction of primary amines to
carbonyl groups of ketones or aldehydes is a reversible process

This journal is © The Royal Society of Chemistry 2024
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forming imine linkages (Fig. 12).** A proton transfer forms car-
binolamine, which is eliminated as water to produce an
iminium ion. The nitrogen atom of the iminium ion is then
deprotonated to provide imine linkages. Removal of the water
is required to drive the equilibrium towards the formation of
the imine.** Some examples of active agents bearing aldehyde
or ketone groups and their derivatives, as well as the reagents
used for preparing imine and hydrazone linkages, are listed in
Table 6.

The rate and yield of imine formation depends on the
temperature, pH, and concentration of active agents and the
substrate.*®> Moreover, steric hindrance and substituent effects
at both the carbonyl and amine compounds can affect the
kinetics of imine formation. A slower rate of imine formation
by active agents containing ketones compared to aldehydes
has been observed, attributed to the larger steric hindrance in
the former molecules.*® Imine formation can be accelerated in
the presence of organic base catalysts as a result of a reduction
of carbinolamine conversion.”” Sayer and coworkers conju-
gated streptomycin, bearing a bulky aldehyde, with amine
groups of a cationic polymer in the presence of diethyl-
enetriamine as a catalyst.*” The cationic polymer was prepared
by the copolymerization of cysteine dibenzyl and hexamethyl-
ene diisocyanate, which was further reacted with 4-aminoben-
zylamine. After the reaction of streptomycin with the dissolved
cationic polymer, the polymer contained ~0.15 streptomycin
per polymer repeating unit, corresponding to a 10% drug-
loading content.

Mechanochemical conjugation is an alternative synthesis
method to overcome the limitation of linkage formation due
to incompatibility of the solubility between the active agents
and substrates.*® Ethoxyethyl glycidyl ether (EEGE) and azido-
hexyl glycidyl ether (AHGE) were polymerized via an anionic
ring-opening polymerization to obtain poly(EEGE-block-
AHGE). Subsequently, azide moieties on the PAHGE block
were converted to primary amines by the Staudinger reduction
reaction, which were then reacted with cinnamaldehyde.

Fragrances are active substances that are exploited in cos-
metics, food, and healthcare products; however, they are sus-
ceptible to fast evaporation due to their volatility. Thus, volatile
active agents containing aldehyde or ketone were conjugated
via various hydrolyzable labile moieties, such as imine,**™?
thioether,>* ester, and acetals,”>° on polymers to prolong
their long-term storage and allow their controlled release.
Thus, fragrances containing aldehyde groups, such as vanillin,
cinnamaldehyde, citral, citronellal, cyclamen aldehyde, &3-
ionone, helional, and p-anisaldehyde, were reacted with sub-
strates containing amine groups, such as polymers or surfac-
tants, to form Schiff bases.®®®" Up to 80% fragrance was
released within 2 weeks in acidic aqueous conditions, while
40% was released in neutral conditions.

Hydrazone is another type of linkage produced by Schiff
base reaction and possesses a higher hydrolytic stability than
imine linkages, which can allow a reduction in the unwanted
release of the active agents from substrates in neutral
conditions."®?*®? In one study, the reversible properties of
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Fig. 10 Temporal evolution of the release of 8HQ from 7-8 (A) in a mixture of D,O/DMSO-d6 (neutral condition) = (1:4 v/v), a mixture of 0.5 M
DCl in D,O/DMSO-d6 (acidic condition) = (1: 4 v/v), a mixture of 5.0 M DCl in D,O/DMSO-d6 (conc. acidic condition) = (1:4 v/v), or a mixture of 5.0
M DClin D,O/DMSO-dg = (1: 4 v/v). Kinetic constants of the hydrolysis (107> h™) (B) and selectivity of the hydrolysis of thioether esters (C) by calcu-
lating the ratio of k values under neutral conditions to k values under acid conditions.*? (Copyright 2022 American Chemical Society).

hydrazine bonds allowed the controlled release of highly alde-
hyde- or ketone-bearing volatile fragrances due to a dynamic
equilibrium between the carbonyl compounds and hydrazine
substrates.®> The mechanism of hydrazone formation is pro-
vided in Fig. 13.°"®® Generally, hydrazone linkages obtained
from ketones have higher stability than from aldehydes.®® The
fastest rate of hydrazone formation was observed in acidic con-
ditions (pH ~ 4.5) in the presence of acid catalysts, where car-
bonyl carbon was protonated but hydrazine was not yet proto-
nated,®” whereas the rate of hydrazone formation was found to
be limited in neural conditions (pH ~ 7.4).°®

4498 | Polym. Chem., 2024, 15, 4491-4518

Recently, aldehyde and ketone fragrances were conjugated
to polymers in coatings for releasing the fragrances in the
presence of human sweat.'” Benzaldehyde and heptanal were
reacted with methacryloyl hydrazide to form pH-responsive
fragrance monomers, namely (E)-N'-benzylidene methacrylohy-
drazine (BMH) and (E)-N-heptylidenemethacrylohydrazide
(HMH). A photocurable urethane acrylate (UA) resin was copo-
lymerized with BMH or/and HMH to produce P(UA-co-BMH),
P(UA-co-HMH), or P(UA-co-BMH-HMH). The release of benz-
aldehyde was detected at 863 ppm in artificial sweat at pH 4.5
and at 600 ppm in buffer solution at pH 7.4 after 7 weeks, indi-
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Fig. 12 Mechanism of imine formation.

cating the acidity of artificial sweat accelerated the hydrolysis
of the hydrazone linkages.

Kool and coworkers investigated the kinetics of hydrazone
formation by reacting 50 structurally different aryl- and alkyl-
aldehydes and ketones with phenyl-hydrazines, (see
Fig. 14).'*” Moreover, it was found that butyraldehyde (1)
formed a hydrazone bond 65 times more rapidly than benz-
aldehyde. The faster reaction of alkyl-carbonyls compared to
bulky- or aryl-carbonyls was attributed to the lower steric hin-
drance effects for forming the tetrahedral intermediate.
Besides, the lesser reactivity of ketones over aldehydes was also
due to the presence of larger steric hindrance provided by
there being more alkyl groups nearby the carbonyl groups of
ketones than aldehydes. Indeed, the reactivity rate of butyral-
dehyde with hydrazine was 44 times larger than the reactivity
rate of 2-butanone with the same hydrazine. Also, the reactivity
of 2-butanone for hydrazone formation was lower than the

This journal is © The Royal Society of Chemistry 2024

reactivity of di-isopropyl ketone and di-tert-butyl ketone, which
was attributed to steric hindrance effects.

The influence of the aldehyde or ketone containing elec-
tron-deficient groups on hydrazone formation was also investi-
gated. The reaction rate of 4-nitrobenzaldehyde with hydrazine
was 4.5 times faster than with 4-methoxybezaldehye. Moreover,
the rate of hydrazone formation from trifluoracetone as a
reagent was 3.4 times larger than the rate of hydrazone for-
mation from 2-butaone, which was attributed to the increased
electron-drawing effects at the carbonyl group of aldehydes
and ketones. Besides, the rate of hydrazone formation by alde-
hydes containing basic groups, such as 2-formylpyridine and
8-formylquinoline, was increased up to 8 times compared to
that with aldehydes without basic groups as a result of internal
acid-base catalysis at the reaction transition state.

Trifluoracetic acid (TFA) is a suitable catalyst to form hydra-
zone bonds because H-bonding between the aldehyde/ketone
of active agents and carboxylic residue of TFA allow an increase
in the nucleophilic character at the carbonyl group of the alde-
hyde/ketone and removal of the nitrogen and oxygen protect-
ing groups of the hydrazine reagents, inducing an accelerated
rate of hydrazone formation."*® Effective bifunctional catalysts
consisting of a nucleophilic amine and an anthranilic acid in
their structures were also employed as catalysts to accelerate
the conjugation reaction of active agents containing an alde-
hyde or ketone at pH 5-9 (Fig. 13B and C).'**13%:131-133
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Fig. 13 Mechanism of hydrazone formation (A) in the presence of
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Fig. 14 Relative formation rates (K,.) of hydrazones from a selected set
of aldehydes and ketones at pH 7.1%” The relative reaction rates refer to
the hydrazone formation between either aldehyde or ketones and phe-
nylhydrazine [K,e/(4-methoxybenzaldehyde) = 1].5”

Cellular alkyl-aldehydes acting as carcinogens in cardio-
vascular and lung diseases'**™'*® were detected through their
conjugation with the fluorescein dye (7-(diethylamino)cour-
marin) via hydrazone linkages in the presence of series of ary-
lamine catalysts. The rate of linkages formation in the pres-
ence of 1,4-phenylenediamine as a catalyst was increased up to
5 times compared with the rate of linkages formation in the
presence of aniline as a catalyst."”>” The conjugation of 7-(di-
ethylamino)courmarin with alkyl-aldehydes present in mam-
malian cells (acetaldehyde, acrolein, formaldehyde, and glyco-
laldehyde) via hydrazone linkages led to a fluorescent signal at
477 nm, which allowed direct monitoring of the relative levels
of intracellular aldehydes. The amounts of ketone/aldehyde
molecules conjugated with substrates containing hydrazine

This journal is © The Royal Society of Chemistry 2024
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though hydrazone linkages could be quantified by reacting
fluorescent dyes with the remaining hydrazine groups of the
substrates after their conjugation. The hydrazine-precursor
was synthesized by reacting the amine group of 8-arm poly
(ethylene glycol)-amine (PEG-NH,) with the carboxylic groups
of tri-tert-butyl N-(carboxymethyl)hydrazine tricarboxylate.'**
The tert-butyl carbazate (boc) groups were then removed in the
presence of TFA in DCM to produce poly(ethylene glycol)-
hydrazine (PEG-HY). The ketone group of dexamethasone
(DEX), an anti-inflammatory corticosteroid and osteogenic
inducer, was covalently linked to a hydrazine group of PEG-HY
though hydrazone linkages to form PEG-DEX. Then, the
PEG-DEX was crosslinked with oxidized pullulan to obtain a
DEX-conjugated hydrogel via hydrazone linkages. 2,4,6-
Trinitrobenzene sulfonic acid (TNBS) was complexed with free
hydrazine groups in PEG-DEX and PEG-HY to investigate the
amount of conjugated DEX in the hydrogel. Specifically, the
amount of conjugated DEX on PEG-NH, via hydrazone lin-
kages was determined by measuring the reduction of fluo-
rescence intensity of PEG-NH, using a 2,4,6-trinitrobenzene
sulfonic acid assay, which indicated the presence of ~14 wt%
of DEX in the PEG-DEX conjugates. The release rate of DEX
from the hydrogel at pH 6.5 was larger than the release rate of
DEX from the hydrogel at pH 7.4. Overall, the released DEX
from the hydrogel induced osteoblastic differentiation, leading
to an increase in cell viability and proliferation, resulting in
bone regeneration.

Doxorubicin (DOX), an anticancer agent, can induce cardio-
toxicity at treatment dosages >400-700 mg m™>. To address
this problem, hydrazone-based conjugation chemistry was
used for inserting acid-labile linkages by the reaction between
the ketone group of DOX in the C-13 position with the hydra-
zine groups of selected molecules and polymers (Fig. 15).
Methotrexate (MTX), a hydrophilic folic acid antagonist, was
reacted with tert-butoxycarbonyl hydrazine with a carbonyl
group of MTX to form MTX-hydrazine. Then, DOX was
attached to the MTX-hydrazine via a hydrazone linkage to
form an amphiphilic prodrug assembly in micelles. It was
found that 87% of the DOX was released from MTX-DOX nano-
particles after incubating the nanoparticles for 72 h at pH
5.0.1%

Both ketone groups of DEX were reacted with adipic acid
dihydrazine to prepare a polyprodrug (PDEX) containing pH-
cleavable hydrazone bonds in the polymer backbone.''® PDEX
with number average molecular weights ranging from 2kDa to
133 kDa were synthesized by varying the reaction time, temp-
erature, and concentration of catalyst in the reaction. The
PDEXs were then encapsulated in mesoporous silica nanocap-
sules, which could then be used to reduce the inflammatory
effect in chronic diseases.

Some active agents containing an aldehyde or ketone
cannot be directly conjugated with substrates via imine or
hydrazone linkages due to their limited reactivity. Thus, some
additional spacers are sometimes required to obtain deriva-
tives of active agents that are then conjugated with substrates.
Thus, oxo-acids (e.g. levulinic acid, 4-(2-oxopropyl)benzoic acid
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Fig. 15 Chemical structure and scheme for modifying active agents bearing ketone groups to produce hydrazone derivatives. Anticancer agents
(doxorubicin, methotrexate, paclitaxel and 3-(9-acridinylamino)-5-hydroxymethylaniline), anti-rheumatic and anti-inflammatory agents (dexametha-
sone), or antineoplastic agents (docetaxel) can be directly reacted with substrates containing hydrazine groups or via aldehyde-based spacers.

and 4-oxopentanoic acid) were selected as spacers to react with
the hydroxy groups of DEX, paclitaxel (PTX), docetaxel (DTX),
or hexyl aminolevulinate (HAL) by an esterification reaction
using N,N'-dicyclohexylcarbodiimide (DCC) or 1-ethyl-3-(3-di-
methylaminopropyl) carbodiimide (EDC) and as coupling
agents for forming drug derivatives containing ketone
groups.''®1*%1% Then, the ketone groups of the derivatives
were reacted with the side chains of polymers containing
hydrazide groups. The amine groups of 3-(9-acridinylamino)-5-
hydroxymethylaniline, an anticancer drug, were reacted with
thiazolidine-2-thione-activated carboxylic acids in an acylation
reaction to introduce carbonyl groups, which were conjugated
to polymers containing hydrazine side-chains."*°
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3.2 Active agents containing amines and hydrazine groups

The influence of the amine structure on imine formation was
quantified by reacting amines with 2-formaylbenzesulfonic
acid (Fig. 16) by "H NMR spectroscopy in neutral and alkaline
media. The equilibrium constant (K) of the reaction increased
with increasing the basicity of the amines.

Twenty different hydrazine derivatives were reacted with
2-formylpyridine as a chromophore for quantitative measure-
ment of the hydrazone formation rate by UV-spectroscopy
(Fig. 17)."*" The slowest relative rates (Ky) of hydrazone for-
mation were observed for the reactions involving fluorophenyl-
hydrazine or diphenylhydrazine due to the influences of their

This journal is © The Royal Society of Chemistry 2024
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electron-deficient groups. Notably, the larger K, of hydrazone
formation with ortho-carboxyphenylhydrazine and 2-(dimethyl-
amino) ethylhydrazine were attributed to the acid/base groups
on the hydrazines, which catalyzed the reaction up to 23 or 13
times faster in comparison with hydrazone formation with
fluorophehylhydrazine. Also, compounds with methoxy- or
methyl substituted on arylhydrazines exhibited a faster rate of
hydrazone formation than with fluorophenylhydrazine or
diphenylhydrazine. arylhydrazines
slower than electron-rich arylhydrazines due to their lower

Electron-poor reacted
nucleophilicity. The lower K. for hydrazone formation was
due to the lower inductive effect from the electron-withdrawing
substituent groups on the hydrazine reagents.

Some examples of active agents bearing amine and hydra-
zine groups, and their derivatives, as well as the reagents used
for preparing imine and hydrazone linkages are listed in
Table 7. Tryptamine, benzotriazole-5-carbonydrazide (BTA-
hydrazine), and 5-aminomethyl-8-hydroxyquinoline (AMSHQ),
which are corrosion inhibitors containing -NH, groups, were
recently conjugated with copolymers bearing pendent alde-
hyde units via imine or hydrazone linkages (Fig. 18A and
B).'**'*® polymer-inhibitors containing 13-19 wt% conjugated
inhibitors were further processed as nanoparticles via a mini-
emulsion-solvent evaporation method.'®'** It was found that
100% BTA-hydrazine was released at pH 3.5, while 55% was
released at pH 7.0 after 30 min.'*® Besides, the faster release
rate of tryptamine compared with AMS8HQ from similar lin-
kages was attributed to the larger basicity of tryptamine (pK, ~
10.2) than of AMS8HQ (pK, ~ 9.0).

Hemiaminal ether linkages have been investigated as new
mild acid-sensitive linkages for conjugating drugs or other

149,150 404

active agents containing secondary amine groups,
drug derivatives of imidazoles,"”"'** tetrazoles,'*>">?
indoles™* to polymer chains. The synthesis mechanism of
hemiaminal ether is provided in Fig. 19. Polymerizable benzo-
triazole, 4-(1-(benzotriazole-N-yl)ethyoxy)butyl methacrylate
(BEBMA) was prepared by the addition of benzotriazole (BTA)
to 4-(vinyloxy)butyl methacrylate in the presence of trifluorace-
tic acid (TFA) as a catalyst (Fig. 13C)."*> The amounts of BTA

released from nanoparticles of the copolymers were 20%-30%

and
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Fig. 18 Schematic description of the synthesis of (A) aldehyde-contain-
ing polymethacrylates conjugated with primary amine- or hydrazine-
containing corrosion inhibitors;*** (B) 4-((4-formylphenyl)oxymethyl)
styrene and its copolymerization with styrene, 4-methylstyrene or
methyl methacrylate and conjugation of the corresponding polymers
with 5-(aminomethyl)-8-hydroxyquinoline;**? (C) preparation of 4-(1-
(benzotriazole-N-yl)ethyoxy)butyl methacrylate, a monomer with a
hemiaminal ether linkage.***

at pH 3.5 and 7%-9% at pH 5.0 after 11 days. On the contrary, no
BTA was released from the nanoparticles after 3 weeks at pH 7.0.

3.3 Active agents containing hydroxyl groups

Active agents bearing hydroxy groups have been widely conju-
gated to substrates via acetal,">***° orthoester,"®*'°" and thio-
propionate linkages,'®*™'%* allowing a controlled release of the
active agent at desirable pH value at targeting areas. The
general mechanism of acetal bond formation is provided in
Fig. 20. Some examples of active agents bearing hydroxyl
groups, and their derivatives, as well as the reagents used for
preparing acetal, orthoester, and {3-thiopropionate linkages are
listed in Table 8.
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Precursors for acetal or cyclic acetal linkages were syn-
thesized by converting the aldehyde group of 6-bromohexanal
to an enol ether by a Witting reaction using 1-methoxyethyl-1-
triphenylphosphonium salt or methoxymethyl-triphenyl phos-
phonium as well as by reacting 4-hydroxy-2,6-dimethoxybenz
aldehyde with 1,8-dibromooctane.'®® Then, the bromide group
of functionalized 6-bromohexanol and 1,8 dibromooctane were
reacted with potassium phthalimide to provide I-F21, IV-F21,
or VII-F21.">® The enol group of I-F21 or IV-F21 was sub-
sequently reacted with a primary alcohol (5-fluoro-2’-deoxyuri-
dine) or a secondary alcohol (estradiol derivative) to form
acetal linkages in compounds II and V. The syn-1,2 diol of
5-fluorouridine was converted to a cyclic acetal by reaction
with the aldehyde group of VII-F21 to form VIII-F21. The
phthalimide groups of II-F21, V-F21, or VII-F21 were reacted
with hydrazine to obtain amine groups, which were further
reacted with the activated carbonate of poly(ethylene glycol) to
provide III-F21, VI-F21, or VIII-F21 (Fig. 21A-C). 5-Fluoro-2'-
deoxyuridine was released from III-F21 more significantly than
estradiol was released from VI-F21 after immersing the poly-
mers at pH 5.0 for 20 min, due to the lower inductive effects of
the acetal linkages in VI-F21. Indeed, the slower release rate of
5-fluorouridine from VIII-F21 compared with the release rate
of 5-fluoro-2'-deoxyuridine from III at pH 5.0 was attributed to
torsional strain associated with the 5-membered ring of cyclic
acetal in VIII-F21. After immersion at pH 7.4 for 1 h, less than
10% 5-fluoro-2'-deoxyuridine, estradiol, and 5-fluorouridine
were released from III-F21, VI-F21, and VIII-F21, respectively.

Lumefantrine, an antimalarial agent against intraerythrocy-
tic P. falciparum parasites, was conjugated with poly(N-vinylpyr-
rolidone)-block-poly(a-allylvalerolactone)  (PVP-b-PAVL)  via
acetal linkages (Fig. 21D)." First, the allyl groups in PVP-b-
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Fig. 19 Mechanism of hemiaminal ether formation.

This journal is © The Royal Society of Chemistry 2024

H
Hydroxy Ny

H H \) N Q-0 N
_— o — N, — ©
B H;O O/J\H O)\H WO ow
Iminium ion Hemiaminal
ether

Secondary amine

Polym. Chem., 2024, 15, 4491-4518 | 4507


https://doi.org/10.1039/d4py00854e

View Article Online

Polymer Chemistry

Review

[euonouNy 2ANOY

o
=l
OV\\/n_u\ :zﬁmn_ 191S90Y310
09T _c 3UlL1 paTaqUIdIN-S [Axo1pAH [013383[0YD
°HN
/|,o er
ou( 0 NH 1215201310
£9T ox\hlo»lox/\ 3ur1 pazoquIdN-S [Axo1pAH qruneseq
[e]
~o O y 0
99T © Hﬁ/\fofow o] €190y [Axo1pAH urunoaIny
pioe ouoidoadipoly
o (o} 2 A
IO\:/\/w\/\_FO\/\Z
S9T o 193S9 193901 ], [Axo1pAH (x1a) 19xerevoa
s .
191 _QQQOYO/ 131520110 JNEWOIY [&x01pAH $-V UBISEIIqUIOD
J9yul| [049153]0YD)
0.0
[oXgie]
J
7 o
/ST S0 e300y [Ax01pAH 8ENS
b
wo
(9] o] “
n_Ao/>wJﬂv0/\/o by m,m\@
6ST D €100V [AX01pAH auljuBjOWINT
BNO,
\\IOO s 9
Om_zO /4\RVA|Z
GST d e300y [Axo1pAH QuIplINOION[g-S
OP(CHO®HOO)*HO
S J0q
o™ N '@
GST o e300y [Ax01pAH [orpensg
[e]
oEO\W/\/\/\/z
SST o €190V [Ax01pAH aUIPLINAOXaP-,g-0IN[J-S
‘199 UOoneWLIO} d3eUI] 10J Sjuadeay sadexury dnoid QATIBALIDQ juade sjuade aAndV

9A1OB 3} JO 2INIONIS [BITUWAYD

sabeyul) ayeuoidoudoiyy-g pue 12)sa0yio ‘|eyade buliedaid 1oy pasn syuabeas pue ‘sanlzeAlsap J19yy pue ‘sdnoib AxoipAy bulieaq syusbe anndy 8 9lqel

‘7E€70:8T 9202/€0/90 U0 pepeojumoq ¢0c Heyuiod ypeslied To Uo paysiignd

This journal is © The Royal Society of Chemistry 2024

4508 | Polym. Chem., 2024, 15, 4491-4518


https://doi.org/10.1039/d4py00854e

View Article Online

Review

Polymer Chemistry

VLT

VLT

VLT

€91 pue 91

LVT

€L1-89T
pue g

091

o 19159 19320141, [Ax01pAH [oueing-1..a7

0 19159 193901 L, [Ax01pAH

[09413ena,

o 1919 I93901Y [, [Axo1pAH auaikD

o 1939 1932014, [Axo1pAH
m
o A
° )
n

o 19159 I9Y301Y L, [Axo1pAH [OUBYIOWAUIL]-T

unayoydure)

o 1939 1932014, [Axo1pAH (OHS) aurjounbAxoIpAH-§

JjeweqIRd
[£1935910y0-([Ad0o1d Ax0IpAH-€)

0
AL

o o\u\ HN /,Am_ 1915901310

/ i/o d dur1 pazoquIaN-9 [Axo1pAH

‘1o

uoneWIO} d3eUI] 10§ Sjuadeay sadexury dnoid QATIBALId juade sjuade aAndVY
[EUOTIDUNJ 2ATDY 9ATIOR 3} JO SINIONIIS [BITWIYD

(pauoD) g aqel

‘7E€70:8T 9202/€0/90 U0 pepeojumoq ¢0c Heyuiod ypeslied To Uo paysiignd

Polym. Chem., 2024, 15, 4491-4518 | 4509

This journal is © The Royal Society of Chemistry 2024


https://doi.org/10.1039/d4py00854e

Published on 01 Deireadh Fémhair 2024. Downloaded on 06/03/2026 18:04:34.

Review

iii o

PMPJ\OM‘ OH
nuls, THE Herane $ 5-fluro-2'-dexoyuridine
A N A~ OV
3 q
1-F21

CH3(OCH,CH,);Cl
OGP s
i

Estradiol derivatives

i NK

°

PP oMe

nBuLi, mr Hexane Q
N~ OV

L K IV-F21
)
[
.
NO\Q
e e o
owe i
¢ w :<< 3 nBuLi, THE, Hexane @"Wg\ ove RSO
4 LI OQ T5OH, THF

oMo A
i ([T e ove
4 VILF21

o

D

18-crown-6
i kMo, DCM, oL

) h i
. 9 acticacid <5ty oo ol
oyt sfobpro o
¥

PVP-b-PAVL

o DCM/MeOH
- ocv 119/
N &O

= o
C%Q{fzﬂ
4 N\A o
(i

>

™S N

L Rty

Toluene;Ag;c0] Cholesterol linker

(GHy(OCH,CH,),0

S-fluorouridine i A Q MeoH

i DCC DMAP, o’/: ]

View Article Online

Polymer Chemistry

53 oy ~o,

ues
oo O + Mo 0o
CH.Cly, Pyridine
Activated PEG
o F
i N
“ji*J/F L be
o o o
or° oS il 5, X NS el
)i L S )= . E " o
11-F21 Activated PEG 1I1-F21

DMAP, NEt;
DM, Benzene

iv

GEL e < 0
) MeOH ® ) -
p

o

VI-F21

)

s

v

k-

Activated PEG

V-F21 DMF, Benzene

e i

o oMe
e Q/ 3 ﬁo
o
T ¥ activated pes RET
DMAP, NEt;
DMF, Benzene Ll A

.
S
o

Lumefantrine

1,4-dioxane g\yg, (JKCA
©/ P-TSA, DMF

\
x

ome.
\

; {
VIILF21 @

o~

@W

Lumefantrine-polymer conjugates %l

G4

0
,“w,ﬂo

ZD-O-trimetthsllyl-SNBR s-0"—

o
H, ! DIPEA, DMAP
TS DCM, DIPEA
Y A
ii o Gk

H  Cholesterol-SN38

Eoéj&l

Fig. 21 Scheme of the preparation of precursors using (A and B) 6-bromohexanal, (C) 4-hydroxy-2,6-dimethoxybenzaldehyde,*>® (D) poly(N-vinyl-

pyrrolidone)-block-poly(a-allylvalerolactone) (PVP-b-PAVL),*>°

and (E) cholestero

1157158 35 reagents for further conjugation with either the primary

alcohol group of (A) 5-fluoro-2'-deoxyuridine, secondary alcohol group of (B) estradiol derivative or (D) lumefantrine, or syn-1,2 diol group of (C)
5-fluorouridine, or tertiary alcohol group of (E) 7-ethyl-10-hydroxycamptothecin (SN38) through the formation of acetal or cyclic acetal bonds.

PVAL were oxidized to carboxylic acid groups in a biphasic
medium composed of DCM and acetic acid with KMnO, in the
presence of 18-crown-6. The carboxylic groups were further
reacted with ethylene glycol vinyl ether by a Steglich esterifica-
tion to obtain functionalized PVP-b-PAVL. Then, the hydroxyl
group of lumefantrine was reacted with the vinyl ether group
of functionalized PVP-b-PAVL to form acetal linkages. After
incubating the polymer for 72 h at 37 °C, the amount of
released lumefantrine from the polymer conjugates at pH 5.0
was 4 times larger than at pH 7.4. Also, the conjugation of
cholesterol to 7-ethyl-10-hydroxycamptothecin (SN38, an anti-
tumor agent) via acetal linkages was achieved by the reaction
of a cholesterol linker containing acetal linkages with a phenol
group of the SN-38 derivative (Fig. 21E)."*”"**® The cholesterol-
SN38 prodrug was then loaded in to the cores of hydrophilic
oxaliplatin nanoparticles. The growth of colorectal tumor in a
mouse model was reduced by 6.0 and 4.9 times compared with
the experimental results with free drugs.

4510 | Polym. Chem., 2024, 15, 4491-4518

The orthoester bond, another acid-labile bond, is widely
used as a linkage for conjugating active agents containing
hydroxyl groups to substrates, because they can be easily pre-
pared by a nucleophilic substitution or Pinner reaction (see
Fig. 22A)."%°

Cholesterol in lipid formulation induces an increase in
transfection efficiency, leading to the effective delivery of pro-
drugs to tumors via endocytosis."”®'”> Cholesterol conjugation
to a polyoxyethylenestearyl ether (degree of polymerization ~
100, PEG100) via five-/six-membered orthoester linkages could
be performed either by the reaction of N-protected 1-amino-
propanediol with trimethyl orthoformate or N-protected
serinol with trimethyl orthoacetate.'®® These precursors were
then reacted with the hydroxyl groups of cholesterol or
(3-hydroxypropyl)-cholestryl carbamate to provide compounds
I-F22 and II-F22 (Fig. 22B). The trifluoroacetate groups of I-F22
and II-F22 (Fig. 22B) were deprotected by sodium hydroxide in
THF, and the products were subsequently reacted with the car-

This journal is © The Royal Society of Chemistry 2024
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(monomer unit ~ 100, PEG100) or (C) Cetuximab.

boxylic group of a-carboethoxy-w-methoxy-PEG in the presence
of benzotriazole-1-yloxytris(dimethylamino) phosphonium
hexa fluorophosphate (BOP) as a coupling agent to yield
III-F22 and IV-F22. The hydrolysis rate at pH 4 of the six-mem-
bered ring orthoester in IV-F22 was 10 times faster than the
hydrolysis rate of the five-membered ring orthoester in III-F22.
The faster hydrolysis rate of IV-F22 was attributed to the ideal
chair conformation of the six-membered ring, inducing a
higher basicity of the exocyclic oxygen atoms.

Gallic acid, a natural tannin component containing three
hydroxyl groups, was conjugated with an anticancer agent
through orthoester linkages.'®" Two hydroxy groups of gallic
acid were reacted with triethyl orthoformate by an esterification
reaction to form a five-membered ring orthoester. The free
hydroxy group and ether group of gallic acid were reacted with
propargyl bromide and LiAlH, to obtain a 5-(hydroxymethyl)
pyrogallol orthoester derivative (HMPO). Thionyl chloride was
reacted with HMPO to obtain HMPO-CI, which was then reacted
with the hydroxyl group of combretastatin A4, an anticancer
agent, to produce a combretastatin A4-HMPO prodrug
(Fig. 22C). The prodrug was then conjugated with Cetuximab, a
monoclonal antibody specific for the epidermal growth factor

This journal is © The Royal Society of Chemistry 2024

and (C) tertiary alcohol group of combretastatin A4,'®! followed by reacting with (B) polyoxyethylene stearyl ether

receptor, in the presence of N-hydroxysulfosuccinimide and
1-ethyl-3-(3-dimethyl aminopropyl)carbodiimide as coupling
agents to form a prodrug conjugated with an antibody. The
release of combretastatin from the antibody-prodrug decreased
the cell viability of A431 and A549 cancer cells more than com-
pared with the use of Cetuximab alone.

Thioether ester bonds are typically incorporated in
materials for inducing a pH-responsive property. The mecha-
nism of formation of thioether ester from active agents
containing hydroxy groups is provided in Fig. 23A.
Camptothecin, derivatives of 20-O-trimethysilliyl-SN38, pacli-
taxel, and docetaxel were conjugated on materials via
thioether ester bonds by esterification followed by a Michael-
addition reaction or esterification reaction with dithiodipro-
pionic acid or thiodipropionic acid (Fig. 23B).'%>7'°
Interestingly, the burst release of these anticancer drugs was
not observed. After incubating the polymer conjugates for 7
days, the amounts of released drugs from the conjugates
were 50% and 20% at pH 5.5 and 7.4.

While thioether ester bonds are typically introduced in the
side chains of the polymers, they can be also present in the
main chain.'”® Their cleavage by hydrolysis leads then to the

Polym. Chem., 2024, 15, 4491-4518 | 4511
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release of active substances used as monomer building blocks,
along with the degradation of the polymer.

For long-term application, a slow release of payloads is
required. On the contrary, a fast release is needed for situ-
ations requiring the immediate presence of a high concen-
tration of payloads, such as in severe corrosion. Thus, cor-
rosion inhibitors were conjugated to polymers with linkages
that can be cleaved upon changes of the local pH value
induced by corrosion, to yield a sustained release of
inhibitors.®'”” Derivatives of 8-hydroxyquinoline (8HQ), which
have applications as drugs, antibacterial agents, and corrosion
inhibitors, were processed as nanoparticles or polymer
coatings. Recently, the rate and selective release of 8HQ from
8HQ-polymer conjugates via thioether ester bonds were
investigated.*>'°®'”% For instance, 8HQ was esterified with
acryloyl chloride or methacryloyl chloride, followed by the
addition of mercaptans through a Michael-addition reaction to
obtain molecules with thioether ester linkages. In some experi-
ments, the sulfur of the thioether group of 8HQ derivatives
was oxidized to obtain sulfoxide groups (Fig. 24A).*> The steric
hindrance effects on the thioether ester bond induced a sig-
nificant decrease in the release rate of 8HQ, whereas the
release rate of 8HQ was accelerated by the oxidation of sulfur
atom on the thioether ester linkages.
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An effective and cost-efficient strategy to detect corrosion
on metals is provided by coating metals with sensing mole-
cules yielding optical changes upon corrosion of the metal.
Pyrene methanol, a hydrophobic fluorescent dye, was conju-
gated with a methacrylate monomer via a thioether ester bond
to obtain pyrene-sulfide-ethyl methacrylate (PYSEMA). The
latter was copolymerized with n-butyl methacrylate (BMA) and
4-(1-(benzotriazole-N-yl)ethoxy)butyl methacrylate to afford
P(BMA-co-BEBMA-co-PYSEMA) (Fig. 24B)."*” P(BMA-co-BEBMA-
co-PYSEMA) was then processed as a polymer coating for inves-
tigating the release of pyrene methanol. Confocal laser scan-
ning microscopy was carried out to measure the fluorescence
intensity and track the localization of pyrene methanol before
and after immersion of the polymer coating in acidic solution.
The changes in fluorescence intensity and appearance of fluo-
rescence in the background were attributed to the release and
diffusion of pyrene methanol from the coatings by hydrolysis
of the thioether ester bonds.

Recently, polymerizable hydrotropes (levoglucosanol as a
cyrene derivative and tetraglycol) and kosmotrope (tert-
butanol) containing thioether ester linkages were synthesized
via esterification and Michael-addition reactions. The func-
tional monomers were then copolymerized with tert-butylacry-
late or 2-(hydroxyethyl)methacrylate (Fig. 24C)."”* As demon-

This journal is © The Royal Society of Chemistry 2024
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tetraglycol and tert-butanol, their copolymerization
174

strated by 'H NMR spectroscopy, steric hindrance in the conju-
gated hydrotropes and kosmotropes in the copolymers signifi-
cantly decreased the acid hydrolysis rate of the thioether ester
linkages. Then, the copolymers were electrospun to produce
nanofibres for embedding ibuprofen, levofloxacin, rhodamine
B, or FITC. Upon cleavage of the thioether ester linkages, the

This journal is © The Royal Society of Chemistry 2024

147 and (C) polymerizable levo-

with tert-butylacrylate and 2-(hydroxyethyl)methacrylate, and their

hydrotropes and kosmotropes were released from the nanofi-
bres, hence leading to a sustained and large amount of release
of the embedded payloads due to the influence of the local
concentration of the released hydrotropes and kosmotrope,
which acted as solubilizers, near hydrolyzed fibres during the
release process.
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3.4 Active agents containing carboxylic groups

Benzoic has also been used as a corrosion inhibitor in emul-
sions and paints for steel.'”® Recently, benzoic acid was conju-
gated to polymers for investigating the anticorrosion perform-
ance of coatings on steel substrates.'’® Polymerizable benzoic
acid was synthesized by a Markovnikov addition reaction
between the carboxylic group of benzoic acid and alkene group
of 2-(vinyloxy)ethyl methacrylate to obtain 2-(1-(benzoyloxy)-
ethyoxyl)ethyl methacrylate (BEEMA)."”® BEEMA was further
copolymerized with MMA and 2-((4-((((2-(1H-indol-3-yl)ethyl)
carbamoyl)oxy)-methyl)phenyl)disulfanyl) ethylmeth acrylate
(IDEMA) to obtain P(MMA-co-BEEMA-co-IDEMA) (Fig. 25). The
released rate of benzoic acid from the copolymers in acidic
conditions was ~2 times faster than in neutral conditions. The
copolymers were then processed as coatings on steel sub-
strates, leading to a decrease in the corrosion rate of steel by
800 and 19 times in comparison with uncoated steel and steel
coated with PMMA.

Cisplatin-demethylcantharidin, an anticancer agent capable
of inhibiting serine/threonine protein phosphastase 2A in
cancer cells, was prepared by the oxidation reaction of cispla-
tin, followed by a conjugation between the oxidized cisplatin
and demethylcantharidin."®® The two carboxylic groups of cis-
platin-demethylcantharidin were reacted with the amine
groups of a diamine monomer containing othoester linkages
by a condensation reaction to produce the polyprodrug cispla-
tin-demethylcantharidin."®" The carboxylic acid end group of
the polyprodrug was terminated with the active ester group of
poly(ethylene glycol) monomethyl ether in the presence of
EDC and NHS as coupling agents to obtain an amphipathic
polyprodrug. More cisplatin was released from the micelle
polyprodrug at pH 6.8 than at pH 7.4, attributed to the faster
hydrolysis rate of the othoester linkage.

s o
A ad Ho
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Fig. 25 Scheme of the synthesis of 2-(1-(benzoyloxy)-ethyoxyl)ethyl
methacrylate (BEEMA) and its copolymerization with either methyl
methacrylate or 2-((4-((((2-(1H-indol-3-yl)ethyl)carbamoyl)oxy)-methyl)
phenyl)disulfanyl)ethylmethacrylate (IDEMA) and methyl
methacrylate.'”®
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4. Conclusions

The uncontrolled leaching of encapsulated drugs, corrosion
inhibitors, antibacterial agents, or dyes from materials reduces
their efficiency and can cause negative impacts on healthy
cells or the environment. Therefore, the precise delivery of pay-
loads in specific environments and at targeted sites is of para-
mount importance for biomedical and anticorrosion appli-
cations. Indeed, incorporating active agents in the chemical
structure of materials through labile linkages is a suitable
strategy for controlling the amount and rate of released active
agents.

Key factors for designing labile linkages are their hydrolytic
stability, hydrolysis selectivity of the conjugated linkages, and
functional groups of the organic active agents to be released.
Generally, acetal/ketal, imine, hydrazine, and orthoester lin-
kages are readily hydrolyzed in very mild acidic and basic con-
ditions, whereas thioether esters are quite stable. The struc-
tural fine tuning of pH-sensitive linkers allows access to large
variations of the hydrolysis rate and hydrolysis selectivity
under neural, acidic, and basic conditions. Longer half-lives of
acetal linkages are induced by a higher stability of carboxo-
nium ions. The presence of electron-withdrawing groups on
acetal or ketal linkages induces a decrease in the hydrolysis
rate, whereas this could be increased with electron-donating
groups on the linkages.

Imines with aryl groups exhibited higher stability towards
hydrolysis than alkyl imines groups due to electron delocaliza-
tion with n-bond conjugations between aromatic rings and the
imine bonds. The hydrolytic rate of hydrazones is typically
slower in acid conditions than for their imine analogues,
which is attributed to electron delocalization between the N-N
atoms in the hydrazone structures. The hydrolytic rate of
hydrazone can be decreased using hydrazones with electron-
withdrawing groups. Steric hindrance significantly reduces the
hydrolytic rate of thioether ester bonds, while the hydrolysis
rate can be dramatically increased by oxidation of the sulfur
atom. The presence of steric hindrance and stronger van de
Waals repulsion induces a higher selectivity of the hydrolysis
rate of thioether ester bonds.

The incorporation of labile linkages in the main chain of
polymers allows the fabrication of polyprodrugs or more gener-
ally polypro-active substances, which can be released in large
quantities and lead to the degradation of the polymer back-
bone.'? The presence of functional groups in active substances
is the most crucial point to take into account for effectively
and simply designing polymer prodrugs with pH-labile lin-
kages. Active agents bearing aldehyde, ketal, amine, or hydra-
zine groups can be conjugated with substrates through imine,
hydrazone, or hemiaminal ether linkages, while active agents
containing hydroxyl or carboxylic groups can be functionalized
to yield compounds with acetal, orthoester, or thiopropionate
linkages. Finally, the concept of structurally fine-tuning pH-
cleavable linkages is not limited to the modification of drugs
but has been extended to fragrances, solubilizers, phytosani-
tary products, self-healing agents, and corrosion inhibitors.

This journal is © The Royal Society of Chemistry 2024
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