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the stability, protection and lead-
free strategies of perovskite solar cells: a critical
review

Aryan Dilawar Khan,a Muhammad Mustajab,a Sawaira Moeen,a Muhammad Imran,b

Muhammad Ikram, *a Qasim Khanc and Maaz Khan *de

Lead toxicity is a challenge for the large-scale commercial production and the field implementation of

photovoltaics. The fabrication of lead-free perovskite solar cells (PSCs) is environmentally acceptable;

researchers have investigated the unique perovskite materials that are non-toxic in nature. The recent

advancements in PSCs with suitable bandgap energy, optical and electrical features and structural

alterations, methods for manufacturing metal electrodes and their internal and external effects have

been investigated. Moreover, the toxic lead causes various diseases due to lead spreading in the

environment which has been minimized by encapsulation. Incorporation of heterovalent and isovalent

materials to reduce lead toxicity and improve stability has been discussed, and encapsulation techniques

to avoid deterioration and corrosion have also been discussed. This critical review addresses the stability

issues and challenges of PSCs. The intention is to pique the interest of younger researchers already

active in this rapidly emerging study area.
Environmental signicance

We have presented a critical review of materials with appropriate bandgap, optical, and electrical features that are either non-toxic or low-toxic and capable of
maintaining their effectiveness as environmentally acceptable lead-free perovskite solar cells (PSCs). Isovalent and heterovalent metals were utilized in place of
materials based on lead which will eventually lead to commercialization. Due to the poisonous nature of lead, PSCs require a suitable replacement that is also
capable of maintaining its effectiveness as an alternative to lead. This review provides general knowledge of the stability issues and challenges related to PSCs.
The intention is to pique the interest of younger researchers already active in this rapidly emerging area keeping in view the environmental concerns in the
current days.
1. Introduction

The most important source of economic development in
developed and emerging countries is energy production
through renewable or non-renewable energy resources. Energy
consumption has increased exponentially due to fast pop-
ulation growth and the high rate of per capita energy
consumption.1 Non-renewable energy resources, including oil,
gas, and coal, are the primary energy sources for most of the
world's population today. These energy resources pollute and
harm the environment by increasing carbon emissions; as
a result, it is necessary to change sustainable energy sources.2
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Solar energy is the fastest-growing sustainable energy; solar
panels directly convert sunlight into electrical energy. Solar
energy is cost-effective renewable energy,3 and various techno-
logical advancements have been made to achieve energy from
the sun.4 One of the most signicant obstacles to harvesting
solar energy is a lack of adequate SCs with high power conver-
sion efficiency (PCE) that can transform solar energy into usable
energy.4,5

Perovskite solar cells (PSCs) are light-harvesting materials
for photovoltaic applications and have received increased
attention in 4th generation6 solar cells (SCs). PSCs have a perfect
crystalline structure, signicant absorption coefficient, high
bipolar mobility, long carrier diffusion lengths, modest exciton
binding energy, high defect tolerance, solution processability,
and low processing cost. Hybrid organic–inorganic halide
perovskite materials have attracted scientic attention as next-
generation light-absorbing materials with properties for energy
harvesting applications.7 PSCs have signicantly reached an
impressive theoretical efficiency of 30%.8 Besides the efficiency
progress and the long-term stability of PSCs, light and heat
© 2024 The Author(s). Published by the Royal Society of Chemistry
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effects have also improved considerably in recent years, which
could be attributed to the construction of a diffusion barrier
against ion migration, the development of the cell encapsula-
tion technique, and additive engineering to reduce the leakage
of lead from a broken module of PSCs.9–13 Specically, various
methods were implemented to decrease toxicity spread by the
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Pb, such as encapsulating procedures and substituting Pb with
isovalent and heterovalent materials.14–16 Sn-based hybrid
halide perovskites appeared as a promising alternative to highly
toxic Pb perovskites, demonstrating outstanding characteristics
comparable to those of Pb-based perovskites, including higher
adsorption coefficients and limited exciton binding energy
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Fig. 1 Schematic diagram of the crystal structure of PSCs.32
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sources and maximum charge-carrier mobility.17 The SCs' effi-
ciency and instability issues were improved to the greatest
extent by improving intrinsic stability factors like the interfacial
contact layer,18 ion migration,19 and hot carrier photo-
generation.20 The instability problem in perovskite materials
was caused by moisture exposure, water, oxygen, heat, and
light.21 Moreover, despite certain benets, a key impediment
to commercialization for these types of cells is the presence
of lead and its toxicity.22 To overcome the current issues asso-
ciated with lead in PSCs several techniques have been adopted,
such as encapsulation and removal of Pb with suitable mate-
rials such as tin23 and germanium24 which belong to the same
group.

This review focuses on the structure, working, and various
types of layers on the PSCs. The structure of a perovskite solar
cell (PSC) consists of electrodes (anode and cathode), charge
transport layers, the hole transport layer (HTL), electron trans-
port layer (ETL), and the perovskite active layer. These compo-
nents are arranged in either the standard (n-i-p) or inverted (p-i-
n) congurations and can have either a mesoscopic or planar
structure. The stability of PSCs is inuenced by internal factors,
such as ion migration, interfacial contact, and hot carriers, as
well as external atmospheric inuences, including moisture,
heat, and oxygen. Various modications, such as encapsulation
and replacing lead with isovalent and heterovalent elements, to
improve the stability and efficiency of PSCs have been dis-
cussed. For each lead-free material, the crystalline structure,
bandgap, photovoltaic performance, and stability of PSCs have
been discussed. By comparing lead-free perovskite materials,
we could predict their future development.
2. Crystal structure of PSCs

Perovskite materials have remarkable thermal, electromagnetic,
and optical characteristics, and their cubic lattice-nested octa-
hedral layered structure attracts the attention of scientists
worldwide.25 There are four potential phases of perovskite
Sawaira Moeen
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conguration at various temperatures (T). The cubic phase
structure is observed at T > 327 K, the b tetragonal phase
structure is observed at temperatures less than 327 K, the g

orthorhombic phase structure appears at T equal to 160 K, and
the d polyhedral phase is a non-perovskite phase.26 Organic and
inorganic perovskite-based SCs have ABX3 (ref. 27) crystal
structures represented in Fig. 1. The crystal structure of perov-
skites is close to that of the mineral CaTiO3 discovered in
1839.28 The ABX3 formula contains a large organic or inorganic
cation,27 such as methylammonium (CH3NH3

+, MA+) or for-
mamidinium (CH(NH2)2

+, FA+) situated at the face-centered
cubic lattices at the vertices.26 The bonds are formed between
groups A and B using inorganic cations such as copper (Cu2+),
tin (Sn2+), and lead (Pb2+), whereas X3 refers to chlorine (Cl),
bromine (Br) and iodine (I).29,30 This led to increased interest in
lead halide PSCs (LHPSCs), where the chemical composition of
compound CH3NH3PbX3 (X = Cl, Br, and I) is more cost-effec-
tive than that of traditional silicon SCs.31

3. Working of PSCs

SCs have been considered the essential component of a photo-
voltaic (PV) array.33 SCs have been manufactured using semi-
conductor materials through the PV effect, transforming
sunlight into electrical energy.34 The fundamental mechanisms
Maaz Khan
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Fig. 2 (a) Working of PSCs and generation of electron–hole pairs in semiconductors, (b) energy levels in PSCs.36
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within the SCs and the function of each layer have been dis-
cussed. Photons have more energy as compared to the band gap
energy (Eg) of semiconductor materials emitted when the
surface of SCs is exposed to sunlight, as can be seen in Fig. 2(a).
The absorbed photons with adequate excitation energy
encourage the mobility of electron–hole pairs in opposite
directions in which holes move to the valence band (VB) and
electrons to the conduction band (CB). Electron and hole pairs
are produced in the eld region and differentiated due to the
eld's effects. The excess electrons and holes journey through
the outer circuit to reach the load. The HTL and ETL capture
free holes and electrons simultaneously, accompanied by the
metal electrode surface and uorine-doped tin oxide (FTO).35

Additionally, the electrostatic eld can cause positive charges in
the P-region (holes) and negative charges in the N-region
(electrons), which can mitigate some of the impacts of the
potential energy barrier. The free electrons in charge carriers
transfer into the lowest unoccupied molecular orbital (LUMO)
and then move toward the FTO or ITO, and holes in the
perovskite layer transfer into the highest occupied molecular
orbital (HOMO) and then move toward the metal electrode (Au,
Ag) as represented in Fig. 2(b).
4. PSC material layers

The general design of the PSCs and the materials employed in
their construction signicantly impact the resulting device's
electrical and optical characteristics. A conventional PSC device
consists of ve fundamental layers: perovskite active layer, HTL,
ETL, transparent conductive oxide (TCO), and metal contact
electrode.
4.1 Hole transport layer (HTL)

The HTL performs a crucial function in PSCs by extracting holes
(positive charge carriers) from the perovskite active layer and
transferring them to the top contact electrode. The HTL has
been introduced between the perovskite active layer and the
metal electrode layer. The HTL transfers the holes from the
perovskite active layer to the metal contact electrode and blocks
the entrance of electrons.37 The HTL has a high hole mobility
© 2024 The Author(s). Published by the Royal Society of Chemistry
with an energetically desirable HOMO and LUMO for efficient
charge transfer.38 The materials used for the HTL have been
divided into two categories: organic and inorganic. Organic hole
transport material (HTM) based PSCs enable a high capacity for
charge collection, improved crystallinity and hydrophobic
nature to reduce the exposure of the perovskite layer to mois-
ture.39 Organic HTMs are expensive due to their difficult
synthesis conditions, while hygroscopic additives cause their
instability. Various polymers have been used as organic HTMs
such as poly[bis(4-phenyl)(2,4,6-trimethylphenyl)amine]
(PTAA)39 and poly(3-hexylthiophene) (P3HT).40 Inorganic HTMs
provide an alternative to their organic counterparts in SC
manufacturing. HTMs show potential stability compatibility
with perovskite absorbers.41 HTMs have excellent mobility of
charge carriers, superior conductivity of the material in both
infrared and visible regions, outstanding transmittance and
high device stability, exceptional hole carrier mobility, and
appropriate hole collection. Lead sulde (PbS) quantum dots,
copper oxide (CuO), copper iodide (CuI), and copper thiocya-
nate (CuSCN) have been employed as inorganic HTMs to
enhance the stability and efficiency of SCs.42–45

Compared with organic polymer-based HTLs, inorganic p-
type semiconductors have attained intrinsically more excellent
stability. High transparency and controllable energy band
alignment to the perovskite absorber layer have been observed
in various materials.46 Hybrid HTMs were manufactured by
combining inorganic and organic HTMs, resulting in enhanced
stability and lm quality of PSCs. The use of NiOx/PEDOT:PSS,
carbon nanotube/Spiro-OMeTAD, and MoO3/PEDOT:PSS bila-
yers as HTMs is proposed to enhance the effectiveness and long-
term stability of heterojunction PSCs.47–49
4.2 Electron transport layer (ETL)

The primary function of the ETL is to make electron-selective
contact with the perovskite absorber layer to increase the
amount of photogenerated electron carrier. It serves as a hole-
blocking layer by suppressing charge recombination as one of
the most critical components for photovoltaic devices.50 Small
molecule materials hold great promise as ETL materials for
fabricating low-cost and high-performance perovskite-based
Environ. Sci.: Adv., 2024, 3, 1004–1029 | 1007
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optoelectronic devices under low-temperature processes.51 The
presence of an ETL provides a cascading energy level such that
electrons from the perovskite absorber are transported
smoothly to the cathode with little charge accumulation.52

Electron transport materials (ETMs) should have good optical
transmittance in the visible range to reduce energy loss. The
energy levels of ETMs should match with the perovskite mate-
rials to improve the electron extraction efficiency and to block
holes. A high-quality ETM lm has good electron mobility,
which is crucial for SC performance.53

Organic ETMs offer several benets, including the ability to
customize their optoelectronic properties by changing their
structure, uncomplicated manufacturing, batch-to-batch
reproducibility and exibility. Small molecule semiconductor
N-PDI can be an effective electron-transport material for
achieving high-performance perovskite solar cells and drawing
molecular design guidelines for electron-selective contacts with
perovskites.54 The organic materials used as ETMs are polymer,
phenyl-C61-butyric acid methyl ester (PCBM). When polymers
are utilized as the ETL scaffold, they can offer ideal morphol-
ogies and high resistance to humidity to the perovskite
absorber.55,56 Inorganic materials typically exhibit superior
thermal and long-term stability. Several durable and water-
repellent inorganic materials have been employed as ETLs. The
inorganic ETMs most frequently mentioned in the PSC litera-
ture are TiO2, SnO2, and ZnO.57–59
4.3 Active layer

Perovskite active layers play a signicant role in the efficient
performance of PSCs. The active layer absorbs photons and
generates charge carriers (electron–hole pairs) that move
toward the HTL and ETL, which contribute to the electrical
current produced by the solar cell. Perovskites are active mate-
rials composed of organic–inorganic perovskite materials that
are readily available on the planet and affordable.60 The organic
and inorganic perovskite active material can display suitable
ambipolar charge transport and perform the essential tasks of
PV operation, including light absorption, charge production,
and movement of holes and electrons in an acceptable manner.
The most oen utilized perovskite active materials are
HC(NH2)2PbI3 and CH3NH3PbI3.61 The organic–inorganic
hybrid perovskites frequently exhibit poor stability when
exposed to heat, ultraviolet (UV) radiation, moisture, and
oxygen. The most frequently used organic cations are MA and
FA.62 The device performance of perovskite materials is
commonly impeded by their low crystallinity, resulting in
a large density of defects. This, in turn, reduces the rate at which
free charge carriers can diffuse, leading to charge carrier
recombination, short carrier lifetime, and voltage loss.63,64

Therefore, in order to address the previously described
limitations, other substances such as carbon-based
compounds, salts, metal halides, polymers, and acids have
recently been added to the perovskite lm. Carbon-based
materials, such as graphene and its derivatives, have the
potential to be added to the perovskite active layer material.
This is because they have a wide range of absorption in different
1008 | Environ. Sci.: Adv., 2024, 3, 1004–1029
light wavelengths, high ability to transport electric charges, and
are stable to heat, chemicals, and mechanical stress. They have
a good crystal structure and do not adversely affect the
environment.65,66
4.4 Electrodes

The electrode materials play an important role in solar energy
conversion in PSCs. The electrode materials are chemically
stable and tough enough to prevent moisture from penetrating
the perovskite active materials during the device fabrication.
The electrode materials did not directly connect with the
perovskite active materials. There are two types of electrode
layers: one is a bottom contact electrode, and the other is a top
contact metal electrode.

The bottom contact electrode materials contain a trans-
parent conductive oxide (TCO) electrode with a high level of
optical transmittance within the range of visible wavelengths to
allow a greater amount of light to enter the cell. TCO is essential
for allowing sunlight to enter the cell with little reection or
absorption and transferring the charge carriers from the active
layer to the external circuit. Fluorine-doped tin oxide (FTO) and
indium-doped tin oxide (ITO) are the most oen utilized TCOs
because of their outstanding stability, transmittance, and low
sheet resistance. Additionally, they should exhibit a high level of
electrical conductivity to facilitate the efficient transportation of
photogenerated current to the external circuit. ITO is widely
used as a transparent conductive electrode in PSCs due to its
high electrical conductivity and excellent optical transmittance
in the visible region. Nevertheless, the excessive expense,
limited availability, and hazardous properties of indium impose
restrictions on the selection of ITO.67,68 Novel materials,
including conductive polymers, graphene, CNTs, and metal
nanowires, have recently emerged as potential alternatives to
the traditional ITO and FTO transparent conductive electrodes.
These materials offer high optical transmittance in the visible
range and comparable electrical conductivity, presenting them
as promising replacements. Graphene and its derivatives have
garnered signicant scientic attention because they are inex-
pensive, non-toxic, readily available, stable, mechanically ex-
ible, and possess a large specic surface area.69

The primary function of the top contact material is to gather
and move charge carriers from the active layer to the external
circuit, and it need not be transparent. It is situated on the solar
cell's side that faces away from the light source. PSCs employ
gold (Au) and silver (Ag) as the most frequently used materials
for the top contact electrode. A suitable work function and
resistivity were considered when selecting metals as electrodes.
The contact resistances in the metal electrode should be low to
maximize the PSC efficiency. A metal thin lm is typically used
as the top contact layer of electrodes in manufacturing PSCs
with high PCE. The top contact electrode possesses excellent
electrical conductivity and a work function compatible with
the perovskite lm and charge transport layers. Additionally,
it reects a portion of the sunlight that enters the cell, there-
by enhancing photon harvesting in the perovskite active
layer.70,71
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 3 The structure of PSCs are (a) planar n-i-p, (b) planar p-i-n, (c) mesoscopic n-i-p, (d) mesoscopic p-i-n, (e) HTM-free and (f) ETM-free.
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5. Photovoltaic structure

PSC performance has been examined by looking at structural
conguration. There are two types of PSCs: mesoscopic struc-
tures and planar structures. In the context of SCs mesoscopic
structures include a mesoporous layer composed of metal
oxides like TiO2, ZnO, or Al2O3. Because of mesoporous layers,
the structure has a vast surface area. A mesoporous layer is
absent from planar structures, and there is a at layer of
material that is stacked one on top of another. The structure
pair can be subdivided into normal (n-i-p) and inverted (p-i-n).
Mesoscopic structures contain a mesoporous layer, whereas
planar structures consist of just planar layers throughout. The
use of PSCs without an ETL and HTL has also been investigated.
Thus, six types of PSC structures have been studied, as depicted
in Fig. 3(a)–(f): planar p-i-n, planar n-i-p, mesoscopic n-i-p,
mesoscopic p-i-n, HTL-free, and ETL-free structures.
5.1 Planar PSCs (n-i-p)

Planar perovskite SCs with an n-i-p structure are a revolutionary
structure in the rapidly expanding eld of photovoltaics with
substantial advantages in efficiency, cost-effectiveness, and
scalability for solar energy harvesting applications. Planar PSCs
have two perovskite interactions, perovskite/ETL and perov-
skite/HTL, in which electron and hole pairs effectively and
speedily separate, as indicated in Fig. 3a. TiO2 and SnO2 are the
two most extensively investigated materials used as ETMs for
PSCs. TiO2 generally suffers from low electronic mobility, and
mismatched band alignment with the perovskite will induce
huge hysteresis and poor ultraviolet (UV) light stability of PSCs.
SnO2 shows higher electron mobility, more suitable band
alignment with perovskites, and enhanced UV light stability. By
introducing RbF in an SnO2 colloidal dispersion, the newly
formed F–Sn bonds changed the electron cloud density around
the Sn atoms, which helped to improve the electron mobility of
SnO2. In consequence, the PSC based on SnO2–RbF achieved
a PCE of up to 21.27%, which is mainly attributed to the
© 2024 The Author(s). Published by the Royal Society of Chemistry
increased short-circuit current density (Jsc).72 SnO2 agglomer-
ates and produces defects and vacancies of oxygen in the lm,
leading to signicant nonradiative recombination, diminished
efficiency of the device, and noticeable hysteresis. To address
these difficulties, uoride ions have a considerable effect on
passivating defects and reduce the nonradiative recombination
in the perovskite absorber. SnO2-based planar PSCs demon-
strate a PCE of 20.24%, while the PSCs modied by CsF achieve
a PCE of 22.51%, complemented by a practical enhancement in
stability and negligible hysteresis.73
5.2 Planar inverted PSCs (p-i-n)

The inverted planar (p-i-n) structure is believed to account for
the efficient charge carrier separation and lower charge
recombination rate that produce the maximum PCE of PSCs.
Numerous benets, including simple processing procedures,
excellent stability, and low hysteresis, have been achieved in
planar-inverted PSCs.74 The inverted (p-i-n) structural congu-
rations have enormous potential and maximum performance
for exible PV devices, as shown in Fig. 3(b). To improve the
performance of inverted PSCs, a variety of tactics have been
employed, including crystalline management of the perovskite,
generation of perovskite composition, and geomorphological
control as well as modication of the charge carrier transit
layers.74

The deposition of an ultrathin layer of PTAA and poly(3,4-
ethylenedioxythiophene)–poly(styrenesulfonate) (PEDOT:PSS)
has been used to achieve band energy alignment in PSCs. The
ultrathin PTAA layer is signicant in suppressing interfacial
recombination and accelerating hole transport in PSCs; as
a result, a high PCE of 19.04% with a ll factor (FF) of 82.59%
and Jsc of 21.38 mA cm−2 has been achieved.75 CuSCN-doped
PEDOT:PSS acts as the HTM with a PCE of 15.3% and signi-
cantly improves stability in building inverted PSCs.76

PEDOT:PSS can be combined with graphene quantum dots to
make composites that act as a HTM in PSCs that demonstrate
a PCE of 15.24% with an average value and the highest PCE of
Environ. Sci.: Adv., 2024, 3, 1004–1029 | 1009
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16.15%.77 Zheng and colleagues showed that surface-anchoring
allylamine-ligands (AALs) might be used in inverted PSCs. The
long-chain AAL addition to the reaction solution inhibited the
non-radiative charge carrier recombination. It continued to
improve the photoelectric achievement of the mixed-cation
mixed-halide perovskite absorber layer, yielding an efficiently
stable PCE of 22.3%.78

5.3 Mesoscopic PSCs (n-i-p)

The congurations of perovskite photovoltaic SCs have been
investigated with the traditional n-i-p mesoscopic congura-
tion. Mesoporous PSCs are frequently superior to their planar
counterparts; typical reasons for this difference include lower
hysteresis and improved charge extraction, which are
commonly attributed to mesoporous conductive TiO2. It is
discovered that mesoporous insulating Al2O3 layers provide
a tunable technique to reinforce the p- and n-character of the
perovskite absorber layer by contacting the selective charge-
extraction layer.79 The structural conguration has been entirely
covered with a perovskite-containing mesoporous metal oxide,
accompanied by the HTM, and eventually coated with a metallic
conductive anode. This initial innovation in PSCs sparked
a signicant interest among photovoltaic researchers, which
resulted in the production of various PSC device topologies, as
depicted in Fig. 3(c).

A low-cost and environmentally friendly MnS lm as the HTL
in mesoporous PSCs possesses high mobility of holes, tunable
Eg conguration, and optical transmittance. The devices ach-
ieved a PCE of 19.86% and high-performance stability.80

Carbon-based PSCs are rapidly progressing toward commercial
manufacture. The GO used as the HTM was made using
a straightforward Hummers process. Carbon acting as the back-
contact electrode material in PSCs achieves an open circuit
voltage (Voc), Jsc, FF, and PCE of 0.68 V, 28.50 mA cm−2, 25.8%,
and 10.01% respectively.81

5.4 Mesoscopic inverted PSCs (p-i-n)

The mesoporous charge-transporting layers could supply
heterogeneous nucleation sites for expanding high-quality
perovskite crystals and an enhanced charge carrier separation
region for improved charge extraction. The normal and inverted
mesoscopic structures generally exhibit better performance
than their planar counterparts.82 Inverted mesoscopic PSCs
have achieved signicant improvements compared to the
exceptionally high certied performance of mesoscopic PSCs
because of the deciency of appropriate p-type semiconductor
materials for the preparation of the mesoporous HTL as can be
seen in Fig. 3(d). The HTL of inverted mesoscopic PSCs can be
manufactured with self-assembled nickel oxide (NiO) micro-
spheres. These microspheres produce mesoporous NiO, which
provides an efficient channel for hole extraction and transport
inside the SC. The utilization of self-assembled NiO micro-
spheres allows for the creation of efficient inverted mesoscopic
PSCs with higher performance and stability. Using inverted
mesoscopic PSCs in which mesoporous NiO acts as the HTL
yields a PCE value of 18.17%.82 The inverted mesoporous PSCs
1010 | Environ. Sci.: Adv., 2024, 3, 1004–1029
yield an optimal efficiency of 18.77%, which is prominent in
state-of-the-art NiO-based devices that exhibit greatly improved
long-term stability.83

5.5 Hole transport layer-free structure

HTM-free PSC architectures have a simple cell arrangement that
has garnered attention in the renewable energy eld. HTM-free
PSCs have the potential to minimize production costs, improve
stability, and increase device efficiency. Most reported high-
efficiency PSCs contain costly HTMs, such as fullerenes, which
signicantly leads to expensive cell fabrication. Several novel
HTMs were investigated with signicant improvements,
including small molecules, polymers, and inorganic
compounds. Organo-lead halide perovskite materials have
advantageous semiconductor properties such as charge transfer
lifetimes and an ambipolar nature that allows the HTL to be
excluded,84 as shown in Fig. 3(e)

The HTL-free PSCs organized with chlorobenzene started
shiing to a higher voltage, indicating a reduction in charge
backow at the interface. The J–V characteristics under illumi-
nation demonstrated that the HTL-free PSCs designed and
manufactured with chlorobenzene as an antisolvent had the
best PCE of 5.65%.85 HTL-free PSCs were established in an
ambient air environment. The material improved the
morphology of MAPbI3 lms and accelerated the transfer of
electrons. Combining carbon quantum dots (CQDs) and
reduced graphene oxide (RGO) in a 50 : 50 ratio in the ETL
caused non-radiative recombination in the MAPbI3 layer, an
increase in grain size, reduction in the number of grain
boundaries and improvement in the photovoltaic stability and
efficiency of HTL-free PSCs. Carbon nanostructures (CNSs) have
demonstrated the potential to be the best candidate for
enhancing the efficiency of PSCs. The combination of CNSs,
RGO, and CQDs improves the productivity and stability of HTL-
free PSCs in the mesoporous TiO2 (m-TiO2) precursor solution.
Incorporating these materials in the ETL enhances the electron
transfer rate and improves the surface properties of perovskite
materials. The PCE and stability of the PSC were improved
(from 5.88 to 10.92%) with additives.86

5.6 Electron-transport layer-free structure

ETL-free PSCs present a promising way to simplify device
fabrication while potentially improving performance and
stability. ETL-free PSCs demonstrate promising advancements
in solar devices due to their elimination of the challenging and
energy-/time-consuming manufacturing route of ETLs.
However, ETL-free devices still perform poorly compared to
traditional devices due to mismatched energy levels and
unwanted interfacial charge recombination.87

ETL-free PSCs have low cost and large surface areas that
exhibit excellent performance and stability, as shown in
Fig. 3(f). ETL-free PSCs remain unsatisfactory due to several
energy losses caused by mismatched ITO energy level alignment
interfaces.88 The highest PCE of 19.37% has been achieved by
inserting a 5-amino-valeric acid dipole layer into the ITO/
perovskite interface to transfer charge carriers at the front
© 2024 The Author(s). Published by the Royal Society of Chemistry
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interface in ETL-free PSCs.89 ETL-free PSCs have been developed
by modifying the ITO/perovskite interface with a non-toxic
hypophosphorous acid dipole layer, yielding amaximum PCE of
19.32%.90
6. Effects of stability in PSCs

The instability of perovskite materials is a widely recognized
problem, and it has been demonstrated that numerous degra-
dations appear rapidly at different interfaces within the device.
Exposure to the outside air, moisture, high temperatures and
UV radiation can directly cause these degradations. Intrinsic
stability pertains to devices' structural and chemical stability
under various photovoltaic operating conditions, even in the
presence of pollutants, including oxygen and water, that were
incorporated during the device's fabrication. Extrinsic stability
focuses on the deciencies of sealing and moisture-blocking
layers. Under typical conditions, degradation processes are
triggered or expedited.91
6.1 Effect of moisture

Moisture is a signicant factor that leads to the decomposition
of a perovskite during its synthesis in the surrounding air
(Fig. 4a and b–b”).92 Firstly, Frost et al. reported the degradation
process of the CH3NH3PbI3 perovskite in the presence of
moisture.93 Essentially, it comprises the subsequent stages: (a)
the reaction between water (H2O) and the MAPbI3 layer in the
devices leads to the formation of CH3NH3I and PbI2; (b) as
a result of its unstable condition, CH3NH3I undergoes decom-
position into CH3NH2 and HI. During this stage, the combina-
tion of O2 and UV light readily triggers a reaction with HI (c and
d), resulting in the complete breakdown of the CH3NH3PbI3
perovskite (eqn (1)–(4)).94
Fig. 4 (a) External factor effect on the stability of PSCs, (b–b”) effect of
American Chemical Society. (c) Influence of oxygen and (d) analysis of t

© 2024 The Author(s). Published by the Royal Society of Chemistry
CH3NH3PbI3 / CH3NH3I(aq) + PbI2(s) (1)

CH3NH3I(aq) / CH3NH3(aq) + HI(s) (2)

4HI(aq) / 2I(s) + 2H2O (3)

2HI(aq) / I2(s) + H2 (4)
6.2 Effect of heat

MAPbI3 is inherently unstable when exposed to heat, causing
the release of I2 and the formation of metallic Pb at tempera-
tures as low as 40 °C (similar to the conditions under which the
device operates) in the absence of light (eqn (5) and (6)).95 The
decomposition processes is represented in Fig. 4(d).

CH3NH3PbI3 / CH3NH3I + PbI2 (5)

PbI2 / Pb0 + I2 (6)

At 80–85 °C temperature, MAI decomposed into more vola-
tile molecules, as shown by the reaction mechanism (eqn (7)
and (8)).96,97

CH3NH3I / CH3I + NH3 (7)

CH3NH3I / CH3NH2 + HI (8)

The reactions described above are feasible. Reaction (7) is
thermodynamically more favourable, with an energy difference
of around 13–14 kcal mol−1 compared to reaction (8). However,
reaction (7) also needs a higher activation energy due to the
more signicant number of bonds that need to be broken while
transitioning from the solid to the gas phase. Thus, in most
water and moisture. Reproduced with permission.114 Copyright 2015,
he heat effect.
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instances, the resulting products that are seen are CH3NH2 and
HI.98
6.3 Effect of oxygen

The perovskite material, i.e. MAPbI3, undergoes rapid degra-
dation in the presence of oxygen due to the reaction between
MA+ and oxygen, forming charge barriers. This leads to the
accumulation of trapped charges together with electronic traps
and mobile defects.99 An abundance of trapped charges is
stored in the perovskite lm and triggers the generation of new
charges to establish a state of neutrality.100 This process reduces
the efficiency of charge extraction and promotes the recombi-
nation of excitons. In the presence of oxygen, MAPbI3 can
facilitate the creation of Pb–O bonds, leading to further dete-
rioration of the perovskite.

Furthermore, the presence of oxygen and light expedites the
deterioration of the perovskite.101 In the absence of light, oxygen
can combine with MAPbI3 to create I2, H2O, CH3NH2 and PbI2.
However, this degradation process is undesirable (eqn
(9)–(11)).102,103 The reaction between oxygen and MAPbI3
improves when exposed to light. Due to the movement of elec-
trons, O2c

− reacts with photo-oxidizedMAPbI3 and produces the
same products without light (eqn (12)–(14)).104

MAPbI3 4 CH3NH3I + PbI2 (9)

MAI 4 CH3NH2 + HI (10)

4HI + O2 4 2I2 + 2H2O (11)

MAPbI34MAPbI*3 (12)

O2 4 O2c
− (13)

MAPbI3 + O2c
− 4 CH3NH2 + PbI2 + 1/2I2 + H2O (14)

When MAPbI3 reacts with oxygen, whether it is subjected to
light or not, it undergoes signicant deterioration, which poses
a barrier to improving its stability. Hence, it is imperative to
limit the oxygen breakdown of the perovskite to achieve high
stability for PSCs. Furthermore, MAPbBr3, which is the equiva-
lent of MAPbI3, also experiences deterioration when exposed to
oxygen. The process of oxygen degradation in MAPbBr3
remarkably resembles that of MAPbI3 (eqn (15)–(17)).105,106

MAPbBr3 4 MABr + PbBr2 (15)

MABr 4 CH3NH2 + HBr (16)

PbBr2 + O2 4 PbO2 + Br2 (17)

Sn-based PSCs have evolved at a lower rate, primarily due to
their inadequate stabilization under changing environmental
conditions. Sn-based perovskite materials have poor optical
stability because of the rapid oxidation of Sn2+ into Sn4+, which
demonstrates the self-doping that causes deterioration.107

Charge-carrier recombination rates of monomolecular and
bimolecular substantially affect the efficiency of PSC; however,
1012 | Environ. Sci.: Adv., 2024, 3, 1004–1029
the charge recombination rate is very small in the order of tens
to hundreds of nanoseconds, which may result in poor optical
efficiency and stability.108 Additionally, various solutions were
investigated to solve these difficulties, including using SnX2

additives to reduce the effect of self-doping. The efficiency and
stability of Sn-based PSCs have been compared with the Pb-
based PSCs. Changes in electronic characteristics such as
charge mobility, conductivity, diffusion length, and band
alignment occur due to the breakdown of the FASnI3 and
MASnI3.109 The role of the SnI4-based degradation mechanisms
of (PEA)0.2(FA)0.8SnI3 lms has been investigated, and SnI4 in
the lm easily and quickly emerged to generate I2 through
a two-step method in which the iodine (I) hydrolysis reaction of
SnI4 with H2O yielded HI and HI oxidation by O2 yielded I2. The
optical cell degrades fast when I2 is exposed to ASnI3 resulting
in the manufacture of additional SnI4 generating a cyclic
degradation process as represented in Fig. 4(c),110

2ASnI3 + O2 / SnI4 + SnO2 + 2AI (18)

SnI4 + 2AI / A2SnI6 (19)

SnI4 + 2H2O / 4HI + SnO2 (20)

4HI + O2 / 2I2 + 2H2O (21)

I2 + ASnI3 / AI + SnI4 (22)

Two and three-dimensional tin-based perovskite lms on
(PEA)0.2(FA)0.8SnI3 were investigated for their degradation
mechanisms. When moisture and oxygen are mixed with the
tin-based perovskite SC, the formation of iodine is speedy.
Besides, iodine is an extremely aggressive species that could
further react with oxygen in the perovskite to form more SnI4,
which tends to result in a cyclic degradation process in the
perovskite structure.110
6.4 Effect of raw materials

Efficiency is a cornerstone consideration in PSC design, with the
choice of raw materials directly inuencing the cell's ability to
convert sunlight into electricity. Perovskite absorber materials,
such as methylammonium lead iodide (CH3NH3PbI3), dictate
the light spectrum they can absorb and how effectively they
convert it into electrical energy. Additionally, the purity and
crystallinity of these materials are paramount, as defects or
impurities can hinder charge transport and reduce overall effi-
ciency. Furthermore, selecting hole-transporting and electron-
transporting materials, such as spiro-OMeTAD and PCBM,
respectively, plays a critical role in facilitating efficient charge
extraction and transport within the cell. Stability is another
pivotal factor inuenced by raw materials in PSCs.111 Perovskite
materials are inherently sensitive to moisture, heat, and light,
which can degrade their performance over time. Thus, choosing
raw materials, including encapsulation materials and interface
layers, is crucial in mitigating degradation mechanisms and
ensuring long-term stability. Improvements in material
formulations and encapsulation techniques are continuously
© 2024 The Author(s). Published by the Royal Society of Chemistry
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sought to enhance the stability and durability of PSCs, enabling
their deployment in a wide range of environmental conditions.
Cost considerations are paramount in the commercialization of
PSCs, with the affordability and availability of raw materials
playing a signicant role in determining the economic feasi-
bility of large-scale production. While perovskite materials are
relatively inexpensive compared to traditional silicon-based
SCs, the cost of auxiliary materials, such as hole-transporting
layers and electrodes, can add up. Innovations in material
synthesis, processing techniques, and supply chain manage-
ment are essential in driving down production costs and
improving the cost competitiveness of PSCs in the renewable
energy market.112 Environmental impact is a growing concern
associated with using certain raw materials in PSCs. Lead-based
perovskite materials, for instance, cause signicant environ-
mental and health problems due to their toxicity and potential
for leaching into the environment. Efforts to develop lead-free
or low-toxicity alternatives are underway to mitigate these risks
and ensure the sustainability of PSC technologies. In summary,
the effects of raw materials in PSCs are multifaceted, encom-
passing efficiency, stability, cost, and environmental impact. By
carefully selecting and optimizing raw materials, researchers
and manufacturers can develop PSCs that offer high perfor-
mance, long-term durability, and environmental sustainability,
thereby contributing to the widespread adoption of renewable
energy technologies.113
6.5 Internal heat

Internal factors include the formation of heat caused by the
recombination of tail states and the thermalization of charge
carriers produced by the absorption of photons with energy
higher than the band gap. The active layer of PSCs absorbs
photons with higher energy levels than the band gap to generate
free electrons and holes. Before reaching the electrodes and
generating electricity, these charge carriers may undergo radi-
ative and non-radiative recombination.115 The internal heat
sources can be attributed to energy dissipation resulting from
non-radiative recombination at the boundaries between grains
and trap-assisted recombination at the interfaces between the
layers responsible for charge transport and the perovskite active
materials. The thermalization of high-energy charge carriers
also generates heat.116,117 Many types of heating are produced in
SCs, including Joule and Peltier heating. Joule heating is an
internal heat source when an electrical current passes through
a resistive medium.118 Peltier heating refers to the dissipation of
heat at the interface between the metal and semiconductor and
is an additional factor that contributes to the formation of
internal heat and impacts the performance of the cells.119,120

Because the internal heat suffers from a wide range of intrinsic
defects reproduced, including atomic vacancy, interstitials and
wider dimensionality imperfections present in perovskite lms
are a signicant element inuencing the durability and effi-
ciency of PSCs.121 Due to internal factors, the abnormality shows
irregular photocurrent density–voltage (J–V) hysteresis behavior
and low operational stability resulting from inner factors
associated with connections of interface contact.122
© 2024 The Author(s). Published by the Royal Society of Chemistry
7. Potential lead toxicity

Approximately 50% of perovskite lms consist of lead (Pb),
which presents a signicant hazard to living organisms and the
environment.123–125 Pb poisoning from PSCs can manifest in two
stages: during operation and at the end of the life cycle.
Although effective waste disposal and recycling can regulate the
former issue, the release of lead during the functioning of these
solar cells is a signicant cause for worry.126,127 The importance
of effective encapsulants cannot be emphasized enough for the
secure and environmentally friendly functioning of Pb-con-
taining PSCs. Under typical operational conditions, glass
encapsulation is sufficient to contain lead. However, in the
event of cracks and fractures in the panel, lead can be released
from beneath the perovskite surface.128–130 The water solubility
of Pb2+ ions poses a hazardous outcome. To tackle this diffi-
culty, it is necessary to use lead-absorbing materials such as
lms, tape, or coverings in addition to standard encapsulants.
Lead-absorbing materials must effectively manage leaks under
challenging environmental conditions, including heavy rains,
and keep the lead concentration in water below the 15 mg L−1

level set by the United States Environmental Protection Agency
(EPA).131,132
8. Encapsulation

PSC devices are very vulnerable to degradation when exposed to
external atmospheric conditions since the perovskite material
tends to disintegrate upon contact with moisture. One way to
improve the stability of a PSCs is by encapsulating the device.
Device encapsulation will inuence PSC commercialization.
Devices that lacked encapsulation showed signicant deterio-
ration when constantly exposed to light for several hours,
whereas encapsulated devices had a longer lifespan.133,134 The
encapsulation technique entails using a moisture and oxygen-
impermeable substance to encapsulate the device, along with
inserting an electrode strip that can be attainable with no
damage to the integrity of the insulating encapsulation.135,136
8.1 Encapsulation technique with improved stability

Extensive research has been conducted in photovoltaics to
evaluate the efficacy of different encapsulation methods. This
research is motivated by the need to address the degradation
issue, which signicantly impacts the stability of SCs. An
encapsulating technique with enhanced stability derived from
organic light emitting diode (OLED) technology involves using
a cover glass lid, UV epoxy sealing, and a desiccant.137 It was
demonstrated that partial encapsulation, which permits direct
contact with the electrodes, leads to moisture leaking at the
edges and consequently reduces the lifespan relative to
complete encapsulation with shielded edges.138 Undoubtedly,
meticulous encapsulation can greatly prolong the lifespans of
devices. Krebs et al. devised a technique for manufacturing
polymer solar cells using a fully roll-to-roll method.139 The
straightforward encapsulation somewhat enhanced the stability
of the device. Tanenbaum et al. enhanced this method by
Environ. Sci.: Adv., 2024, 3, 1004–1029 | 1013
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Fig. 5 Diagram of degradation of MAPb(I1−xBrx)3 exposed to
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sealing the edges, leading to much-enhanced device stability.
Single-layer thin lms are appealing due to the straightfor-
wardness of the fabrication technique.140 Multilayer lms are
commonly employed for encapsulating organic photovoltaic
systems, typically including successive layers of organic or
inorganic materials.141

Regarding encapsulation architecture, the Russian doll
architecture is employed.142 A practical approach to encapsula-
tion involves a two-stage process. First, low-temperature (<100 °
C) treatment of materials is carried out aer a second sealing
stage at an elevated temperature (130 °C). This method has been
proven to improve device performance.143 Hwang et al.
demonstrated the ability to enhance the operational lifespan of
a device by applying a coating of amorphous Teon through
a spinning process. Chang et al. employed the notion of
a compact alumina layer as a preserving shield. They demon-
strated that the atomic layer deposition of an Al2O3 layer greatly
enhanced the resistance to air degradation.144 Anta and
colleagues studied a straightforward technique for encapsu-
lating perovskite solar cells without using solvents. They used
a thin lm made of plasma polymer that adheres well to the
cells. The researchers found that this method signicantly
enhanced the stability of the devices, not only when exposed to
moisture and light but also when subjected to humid air and
even submerged in water.145
humidity.151

Fig. 6 Crystal structures of (a) 3D perovskite MAPbI and (b) 2D
perovskite PEA2MA2Pb3I10.153
9. Strategies to improve stability

CH3NH3PbI3 is the most oen utilized perovskite substance.
Deviation from this traditional framework could potentially
result in enhanced environmental stability. Noh et al. adjusted
the chemical composition of CH3NH3Pb(I1−xBrx)3 perovskites
by replacing iodine ions with bromine ions.146 Devices without
encapsulation, using MAPb(I1−xBrx)3 (x = 0, 0.06, 0.20, 0.29),
were kept in an environment with 35% humidity at the ambient
temperature for twenty days. The humidity rose to 55% on day
four. For x = 0 and 0.06, PCEs declined signicantly following
humidity shock, while x = 0.20 and 0.29 exhibited steady PCEs
for 20 days.2,147 Ruess et al. used XRD and EDS to study the
impact of partial Br substitution for I in MAPbI3 on stability in
the dark and under light (room temperature, 67± 5% RH).148 As
Br content increased, PbI2 production was suppressed and the
monohydrate phase occurred. MAPb(I1−xBrx)3 with low Br
content stored under dark and humid conditions formed
a monohydrate, while those with high Br content demonstrated
good moisture resistance and prevented hydrate formation.
Br content was substantially lower in MAPb(I1−yBry)3$H2O
than MAPb(I1−xBrx)3, suggesting Br diffusion during mono-
hydrate formation. As Br concentration declined, PbI2 content
increased with monohydrate formation, whereas MAPbBr3 had
no PbI2.149

n[MAPb(I1−xBrx)3] + H2O / (n − 1)[MAPb(I1−zBrz)3] +

[MAPb(I1−yBry)3]$H2O

where z = (nx − y)/(n − 1),and
1014 | Environ. Sci.: Adv., 2024, 3, 1004–1029
n[MAPb(I1−xBrx)3] / (n − 1) [MAPb(I1−zBrz)3] + PbI2 +

CH3NH2 + HI
© 2024 The Author(s). Published by the Royal Society of Chemistry
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where z = nx/(n − 1).
The improved stability achieved by utilizing Br can be due to

the improved hydrogen bonding between the NH3
+ group and

the halide ions. This interaction is believed to stabilize the
framework that consists of corner-sharing (PbI6) octahedra.150

When exposed to light, theMAPb(I1−xBrx)3 material experienced
halide segregation, which prevented the partial replacement
from enhancing stability and resulted in the formation of PbI2.
A potential breakdown pathway for MAPb(I1−xBrx)3 is presented
in Fig. 5.

The device utilized the layered composition of (PEA)2(-
MA)2[Pb3I10] [PEA = C6H5(CH2)2NH3

+] to enhance its resistance
to moisture. The crystal structure of (PEA)2(MA)2[Pb3I10] is
depicted in Fig. 6, illustrating the separation of the 3D MAPbI3
domain by the PEA chain.152 Despite having a higher bandgap of
2.1 eV, the perovskite-based device with a layered structure
exhibited a signicantly lower photocurrent of 6.72 mA cm−2.
However, it demonstrated improved stability due to the better
chemical bonding between Pb and I atoms resulting from the
reduction in dimensionality. Under the conditions of being
exposed to ambient air with a relative humidity of 52% at room
temperature, the compound (PEA)2(MA)2[Pb3I10] exhibited
remarkable stability against moisture for 46 days. In contrast,
the MAPbI3 lm dissolved into PbI2 aer 4 days.152

In addition to stability challenges, the perovskites that are
most frequently employed and include Pb halides also
encounter another obstacle to becoming commercially viable,
which is the toxicity risks associated with lead. Tin (Sn) is the
most suitable substitute for Pb because it is a group 14 metal
with four electrons in its outer shell. The enlargement of group
14 elements results in decreased stability of the +2 oxidation
state, leading to notable stability issues for perovskites that
contain Sn.154 Multiple research teams have fabricated and
analyzed solar cells that include CH3NH3SnI3 as the perovskite
absorber. Noel et al. fabricated a device by applying a thin layer
of CH3NH3SnI3 onto a TiO2 substrate using the spin coating
technique. Because of the instability of the Sn perovskite, all
manufacturing was carried out in a glovebox lled with
nitrogen. Immediately aer removing an unenclosed lm from
the glovebox, a loss of color was seen.154 The authors propose
that the rapid oxidation occurring under normal conditions
results from the oxidation of the Sn2+ ions, leading to the
disintegration of the perovskite structure. As a result, the reac-
tion produces tin oxides and MAI. Furthermore, it was revealed
that enclosed electronics, when evaluated under ambient
conditions, likewise exhibited rapid degradation. This could be
attributed to the inltration of oxygen or moisture at the metal
connections.

To conduct additional stability testing, the CH3NH3SnI3 lm
was encapsulated and hermetically sealed using an epoxy resin.
For four months, the sample was kept in a glovebox lled with
nitrogen and subjected to continuous exposure to light at an
intensity of 76 mW cm−2. No noticeable fading of color was
observed. In addition to stability issues, scientists have
observed that the diffusion duration of Sn-based perovskites is
considerably shorter compared to their Pb-based counterparts.
While more than 6% PCE was attained, the limited diffusion
© 2024 The Author(s). Published by the Royal Society of Chemistry
length might impede the production of devices with a at
structure. It may be necessary to incorporate a mixed hetero-
junction layer similar to that used in organic photovoltaic (OPV)
devices. Hao et al. simultaneously reported the incorporation of
Sn halides in perovskite solar cells. In addition to CH3NH3SnI3,
the halide's chemical makeup was modied by introducing
Br(CH3NH3Sn(I3−xBrx)). A perovskite material, namely CH3-
NH3Sn(IBr2), attained an efficiency of about 6%.154–156
10. Replacement of lead by
heterovalent and isovalent elements

Recently, Pb-based PSCs have attained 25.2% PCE because of
their signicant absorption coefficient, extensive diffusion
length, and low defect density.157 Furthermore, these technol-
ogies' widespread applications and commercialization are
signicantly hindered by the inclusion of poisonous Pb. The
better PV capabilities of the Pb-based halide perovskites have
been assigned to the perovskite structure and the inactive Pb 6s
orbitals. It has been demonstrated that various cations, like
Ge2+, Sn2+, Sb3+, Bi3+, and Cu2+, may substitute Pb to generate
Pb-free PSCs. Pb-free PSCs have become more desirable due to
the growing need for nontoxic elements in photocatalytic
absorbers.158
10.1 Sn-based PSCs

Sn-based PSCs are considered potentially valuable alternatives
because of their lower toxicity and superior optoelectronic
features.159,160 Moreover, their lower optical Eg (1.2–1.4 eV) is
nearer to the ideal value as reected by the Shockley–Queisser
limit (1.34 eV), making Sn-based PSCs more suited light
absorbers for SCs and other optoelectronic devices functioning
in the near IR region, including photodetectors and LEDs.161

This is because the optimum value is 1.34 eV. Despite this, Sn-
based SCs have not yet achieved a high potential level compared
to Pb-based PSCs due to the large oxidative power of Sn2+ to
form Sn4+, which promoted accidental self-p-doping in Sn-
based PSCs. This, in turn, causes the shortening of SC devices
even in gloveboxes packed with nitrogen. As a result, signicant
work has been put into minimizing the impact of oxidation on
Sn.162 In recent years, several effective methods have been
investigated to enhance the working of Sn-based PSCs. These
methods include (1) the employment of halide or cation Sn-
based PSCs,163 (2) the addition of a successive deposition route,
and (3) the production of quasi-2D Sn-based photovoltaic SCs.
The structural alteration of 3D Sn-based PSCs into quasi-2D
PSCs by inserting a hydrophobic large alkyl chain cation has
yielded notable increases in device working efficiency and
stability.164 This was accomplished by changing the structure of
the PSCs from 3D to quasi-two-dimensional. S. Shao et al.
claimed a PCE as large as 9% for Sn-based PSCs synthesized
using the spin coating process for the rst time in 2018. A Voc of
0.525 V, Jsc of 24.1 mA cm−2 and an FF of 0.71 have been dis-
played by this 2D/3D device.165 The FA0.75MA0.25SnI3-based PSCs
were prepared using the gas pump treatment technology. They
attained an impressive efficiency of 1.85%, which is the most
Environ. Sci.: Adv., 2024, 3, 1004–1029 | 1015
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Table 1 Sn-based PSCs with different preparation methods and Voc, Jsc, FF and PCE

Sn-based PSCs Preparation method Absorber morphology PSC structure Voc (V)
Jsc
(mA cm−2) FF (%) PCE (%) Ref.

Sn-based hybrid
PSCs 2018

Single step spin
coating method

FASnI3

0.525 24.1 71 9 165

Sn-based PSCs 2018 Gas pump treatment

FA0.75MA0.25SnI3

0.26 17.4 42 1.85 166

Sn-based hybrid
PSCs 2018

One-step method

FA0.75MA0.25SnI3

0.55 24.3 67.3 9.06 167

Sn-based PSCs 2018 —

FASnI3-EDAI2

0.583 21.3 0.718 8.9 168

Sn-based PSCs 2019 Ultra-sonication

FASnI3 + NH4H2PO2

0.55 19.39 68.8 7.3 169

Sn-based PSCs 2019 Two-step method

FASnI3 + BDT

0.497 22.41 68.21 7.59 170

Sn-based PSCs 2019 —

FASnI3 + PVA

0.632 20.37 0.686 8.9 171

Sn-based PSCs 2020 Ultra-sonication FASnI3 + TBA 0.51 19.7 69.6 7 172

1016 | Environ. Sci.: Adv., 2024, 3, 1004–1029 © 2024 The Author(s). Published by the Royal Society of Chemistry
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Table 1 (Contd. )

Sn-based PSCs Preparation method Absorber morphology PSC structure Voc (V)
Jsc
(mA cm−2) FF (%) PCE (%) Ref.

Sn-based PSCs 2020 One-step method

FASnI3 + p-conjugated base

0.63 — 74.7 10.1 173

Sn-based PSCs 2020 Spin coating

FASnI3

0.69 21.53 68.46 10.17 174

Sn-based PSCs 2021 Ultra-sonication

FA0.75MA0.25SnI2.75Br0.25

0.52 22.3 0.69 8.07 175

Sn-based PSCs 2022 Spin coating

FA0.98EDA0.01SnI3 + Me3SiX

0.70 24.11 72 12.22 176
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considerable efficiency reported for Sn-based devices with the
arrangement of FTO/c-TiO2/perovskite/HTM/electrode.166 All
the above discussions based on Sn are represented in Table 1.
10.2 Ge-based PSCs

A further element that is a compelling possibility for PSCs is Ge,
which, like Sn and Pb, is an element that belongs to group 14. In
contrast to Pb2+, Ge2+ possesses a stronger electronegativity,
a high covalent nature, and an ionic radius (73 pm) lower than
the one possessed by Pb2+. In addition, the electronegativity of
Ge2+ is greater than that of Pb2+ (119 pm).177 The PCE of Ge-
based PSCs was raised to 0.57% by replacing 10% of the iodide
with bromide.178 For CsSn0.5Ge0.5I3-based PSCs a PCE of 7.03%
has been achieved via a solid-state reaction with Voc, Jsc and FF
measured to be 0.63 V, 18.61 mA cm−2, and 60.6%, respec-
tively.179 The discussions of Ge-based perovskites are reported
in Table 2.
10.3 Sb-based PSCs

Fabricating a novel set of perovskite-like compounds has
generated a structure similar to perovskites with the formula
A3B2X9, where A is a monovalent and B is a trivalent cation.
© 2024 The Author(s). Published by the Royal Society of Chemistry
These perovskite-like compounds were fabricated via the
heterogeneous replacement of Pb with trivalent cations (for
example, Bi and Sb). These systemsmay also be described by the
formula AB2/3X3, which states that to preserve charge neutrality,
one out of every three octahedral sites occupied by B3+ must
remain empty.186 The various factors that affect the PCE of Sb-
based PSCs are illustrated in Table 3.
10.4 Bi-based PSCs

Many research groups are interested in Bi-based halide PSCs,
which have the chemical formula A3Bi2X9 (where A refers to
a monovalent cation, such as Na+, K+, Rb+, Cs+, and CH3NH3

+,
and X refers to a halogen atom). Bi-based halide perovskites
solve Pb-based PSCs' stability and toxicity problems.195

Cs3Bi2I9 PSCs have been synthesized by the dissolution–
recrystallization method and attained a PCE of 3.20% and FF
of 64.38%.195 A PCE of 1.26% was achieved by the Bi-based
halide (Cs3Bi2I10) PSCs using the solution process
approach.196 The PCE, FF, Jsc and Voc for Cs2AgBiBr6-based
PSCs were found to be 1.16%, 43.9%, 2.83 mA cm−2 and 0.94
V, respectively.197 The Bi-based perovskite discussion is rep-
resented in Table 4.
Environ. Sci.: Adv., 2024, 3, 1004–1029 | 1017
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Table 2 Different methods for synthesis of Ge-based PSCs and their Voc, Jsc, FF and PCE

Ge-based PSCs Preparation method Absorber morphology PSC structure Voc (V) Jsc (mA cm−2) FF (%) PCE (%) Ref.

Ge-based PSCs 2018 Spin coating

MAGeI2.7Br0.3

0.46 2.43 51 0.57 178

Ge-based PSCs 2019 Solid state reaction

CsSn0.5Ge0.5I3

0.63 18.61 60.6 7.03 179

Ge-based PSCs 2019 — CsSnGeI3 0.797 20.43 81.63 13.29 180

Ge-based PSCs 2021 Simulation methodology CsGeI3 1.04 23.31 75.46 18.30 181

Ge-based PSCs 2021 — CsSn0.5Ge0.5I3 0.97 29.56 84.15 21.27 182

Ge-based PSCs 2021 Solution processed method CH3NH3GeI3 1.00v 25.75 79.21 20.52 183

Ge based PSCs 2022 Simulation methodology CH3NH3GeI3 1.264 12.20 85.46 13.18 184

Ge-based PSCs 2022 Numerical simulation CsGeI3 0.667 22.08 73.49 10.8 185

1018 | Environ. Sci.: Adv., 2024, 3, 1004–1029 © 2024 The Author(s). Published by the Royal Society of Chemistry
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Table 3 Sb-based PSCs with different synthesis methods and their Voc, Jsc, FF and PCE

Sb-based PSCs Preparation method Absorber morphology PSC structure Voc (V) Jsc (mA cm−2) FF (%) PCE (%) Ref.

Sb-based PSCs 2018 Spin coating

(CH3NH3)3Sb2ClXI9−X

0.70 4.74 59 1.96 187

Sb-based PSCs 2018 Spin coating

(CH3NH3)3Sb2I9

0.70 6.64 59.60 2.77 188

Sb-based PSCs 2018 Solution-processed method

Cs3Sb2I9

0.72 5.31 38.97 1.49 189

Sb-based PSCs 2020 Lewis-pair mediation Cs3Sb2I9 0.79 3.76 54 1.86 190

Sb-based PSCs 2020 Simple hot-injection method

Cu12Sb4S13

1.05 21.85 61.60 14.13 191

Sb-based PSCs 2021 —

Cs3Sb2I9

0.74 47.7 22.4 9.2 192

Sb-based PSCs 2022 Spin coating

Cs3Sb2I9−xClx

0.65 6.77 50.3 2.22 193

Sb-based PSCs 2022 Simulation methodology

Cs3Sb2I9

1.32 13.13 72.01 12.54 194

© 2024 The Author(s). Published by the Royal Society of Chemistry Environ. Sci.: Adv., 2024, 3, 1004–1029 | 1019
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Table 4 Bi-based PSCs with different synthesis methods and their Voc, Jsc, FF and PCE

Bi-based PSCs Preparation method Absorber morphology PSC structure Voc (V) Jsc (mA cm−2) FF (%) PCE (%) Ref.

Bi-based PSCS 2018 Dissolution–recrystallization process

Cs3Bi2I9

0.86 5.78 64.38 3.20 195

Bi-based PSCs 2019 Solvent annealing

Cs3Bi2I10

0.74 3.42 51 1.26 196

Bi-based PSCs 2020 Ultrasonic treatment

Cs3Bi2I9–Ag3Bi2I9

0.78 7.65 60.12 3.59 198

Bi-based PSCs 2021 One-step spin coating

Cs2AgBiBr6

0.94 2.83 43.9 1.16 197
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11. Conclusion and outlook

Climate change and environmental damage have prompted the
development of much more environmentally sustainable and
cost-effective alternatives to fossil fuels. Lead PSCs have been
less expensive than traditional technologies, with a remarkable
increase in efficiency in a short period, with their PCE rising
from 3.8% to 25.2% in eleven years. Despite their remarkable
electronic and optical characteristics, certain impediments,
such as the dependence on toxic lead and inadequate stability,
hinder their extensive commercial viability. As a result,
researchers have directed their efforts towards substituting lead
with less hazardous compounds, all the while striving to uphold
the efficiency and stability of PSCs. Numerous Pb-free PSCs,
such as Sn-based, Ge-based, Bi-based, and Sb-based PSCs, have
made signicant progress, reaching approximately 12.22, 21.27,
3.59, and 12.54% PCE, respectively. In addition, they had
signicant issues associated with the degradation caused by
moisture. The perovskite structure has high electrical and
optical characteristics to achieve high efficiency. In addition,
encapsulation technologies have been developed to improve the
PSC stability and reduce lead leakage. A cost-effective and effi-
cient encapsulation approach for rigid and exible perovskite
SCs and modules is combining commercially available cation
exchange resin with widely used UV resins. The release of Pb2+ is
attributed to perovskite damage that contaminates the envi-
ronment and threatens human health. From the deteriorated
1020 | Environ. Sci.: Adv., 2024, 3, 1004–1029
perovskite PV devices, more than 90% of the Pb2+ PSCs were
more stable when an Al2O3 layer of 50 nm thickness was placed
on top of them as an encapsulant. The suitable temperature
environment has shown a supportive effect for PSCs while
providing a goodmoisture barrier. When the PSCs were exposed
to damp heat for 72 hours at 45 °C, the encapsulated perovskite
devices performed admirably as moisture barriers. The solu-
tion-based multilayer encapsulation of exible solar modules
and other optoelectronic devices, such as light-emitting devices
and photodetectors, has been established to enable reliable,
scalable, and easy encapsulation for future large-area PSCs.
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Q. Shen, C. Surya, W. K. Chan, J. Wang, A. M. C. Ng,
C. Liao, H. Li, K. Shih, C. Wei, H. Su and J. Dai, Is Excess
PbI2 Benecial for Perovskite Solar Cell Performance?,
Adv. Energy Mater., 2016, 6, 1502206, DOI: 10.1002/
aenm.201502206.

138 B. Li, Y. Li, C. Zheng, D. Gao and W. Huang, Advancements
in the stability of perovskite solar cells: degradation
mechanisms and improvement approaches, RSC Adv.,
2016, 6, 38079–38091, DOI: 10.1039/c5ra27424a.

139 F. C. Krebs, S. A. Gevorgyan and J. Alstrup, A roll-to-roll
process to exible polymer solar cells: model studies,
manufacture and operational stability studies, J. Mater.
Chem., 2009, 19, 5442–5451, DOI: 10.1039/b823001c.

140 A. S. da Silva Sobrinho, M. Latrèche, G. Czeremuszkin,
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