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A pinch of silver salt to enable rac-lactide
ring-opening polymerisation at room temperature
using Ti-salen complexes+
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Exploiting non-covalent interactions (NCls) has become a powerful tool in catalyst design, including
those for polymerisation reactions. Herein we report a simple strategy relying on the addition of silver salt
to Ti-salen complexes, leading to Ti/Ag cooperativity via cation-n interactions. Three different Ti-salen
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complexes were investigated alongside several silver salts. In all cases, these Ti/Ag systems led to good or
high activity at room temperature for rac-lactide ROP, a rare feature for Ti-based catalysts. Interestingly,
the weakly coordinating anion (WCA) of the silver salt was found not only to affect activity but also stereo-
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Introduction

Exploiting non-covalent interactions (NCIs) has become a
powerful tool in designing catalysts for various organic reac-
tions. Different attractive interactions (e.g. hydrogen bonds, n
interactions) and strategies (e.g. inter-ligand, substrate-ligand)
have been investigated to control the formation of “supramole-
cular” catalytic species.’ Such approaches exploiting NCIs have
also been applied in polymerisation catalysis, especially for
olefin polymerisation using late-transition metal catalysts.> For
example, C,F---H interactions between fluorinated ligands
and polymeric chains have been demonstrated to reduce f-H
elimination and to lead to high molar mass polymers.®
Regarding Lewis acid metal-catalysed polymerisations such as
ring-opening polymerisation (ROP) and ring-opening copoly-
merisation (ROCOP), similar strategies have been investigated
but remain underexplored compared to organo-catalysed poly-
merisations where hydrogen bonding is ubiquitous.*

In epoxide/CO, ROCOP, ionic interactions between the car-
bonate chain-end of the polymeric chain and cationic species
(either exogeneous or ligand-tagged) were found to enhance
selectivity towards the formation of carbonate linkages
(leading to the development of bifunctional catalysts).” In
ROP, since the pioneering work of Rzepa and co-workers
drawing attention to the role of weak attractive C-H:--m inter-
actions in lactide polymerisation,® few other studies have high-
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control in the polymerisation. Heterotactic PLA with P, up to 0.7 was obtained.

lighted the role of NCIs in metal-catalysed ROP.
Comprehensive investigations from Carpentier, Guillaume and
co-workers demonstrated that CH---n or CH---Cl interactions
between the ligand and growing polymeric chains were respon-
sible for the stereoselective polymerisation of some functiona-
lised p-lactones using yttrium-bisphenolate complexes.” Other
strategies relying on hydrogen bonding from the NH moieties
in reduced Schiff base ligands and amino-phenolate ligands
have been proposed to explain high activity or selectivity both
in ROP and ROCOP.® Along these lines, some of us highlighted
the role of hydrogen bonds in the catalytic pocket of catam alu-
minium complexes to orientate and activate monomers.’ More
recently, our group exploited cation-t interactions to form in-
situ highly active heterobimetallic Ag-Ti species for lactide
ROP,"° thus taking advantage of metal cooperativity in lactone
ROP."" The addition of silver tetrakis[3,5-bis(trifluoromethyl)
phenyl]borate [Ag][B(Ar°™),] to a simple Ti-salen complex was
found to enable fast and controlled lactide polymerisation at
room temperature. Under similar conditions, both com-
ponents were independently inactive and only the combi-
nation of both “switched on” the polymerisation.’® This was
attributed to cation-n interactions positioning the silver cation
near the Ti-metal centre which allowed for monomer activation
and stabilisation of key intermediates during the polymeris-
ation. Similarly, Waymouth and co-workers recently reported
the key role of counter-ions in anionic ROP mediated by
organocatalysts were two alkali-metal cations where differently
positioned through cation-n interactions and showed contrast-
ing roles."” Herein we report a series of bicomponent catalytic
systems for rac-lactide ROP comprising different Ti-salen com-
plexes and various silver salts containing weakly coordinating
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anions (WCA). Among others, the effect of the WCA on poly-
merisation activity and stereoselectivity was investigated.
Following condition optimisations, the Ti/Ag cooperativity led
to a highly active system at room temperature, enabling access
to heterotatic PLA with P, up to 0.7.3

Results and discussion

Bis(iso-propoxide) Ti-salen complexes 1-3 with various Schiff-
base ligands (and thus different geometry and flexibility) were
synthesised (Fig. 1) via standard procedures using the corres-
ponding ligand precursor and Ti(O'Pr),.'*"® Complex 2 was
prepared using a racemic mixture of the ¢rans ligand precursor,
whereas the complex referred to as (S,S)-2 was prepared using
the (S,S)-trans ligand precursor as depicted in Fig. 1. All com-
plexes were obtained in moderate to good yields (~50%-70%).
"H NMR spectroscopy analyses in CgDe confirmed that 1
adopts a trans configuration whereas 2 and 3 adopt a cis-p con-
figuration in solution, consistent with previous reports.'*">
Indeed, the "H NMR spectrum of 1 is in line with a C,-sym-
metric structure in C¢De with only two ‘Bu signals, two aro-
matic proton signals, one imine signal and one isopropyl [i.e.
heptet for CH(CH;)] signal. On the contrary, the '"H NMR
spectra of 2 and 3 show four ‘Bu signals, four aromatic proton
signals, two imine signals and two isopropyl signals [i.e.
heptet for CH(CHj;)] (see ESIT).

In order to develop a straightforward method to gauge the
potential cooperativity between silver salts and Ti-salen com-
plexes for rac-LA ROP, we turned our attention toward silver
salts [Ag][X] which: (i) were soluble in DCM at room tempera-
ture, as is rac-LA, (ii) have a stable or inert counter-anion [X];
(iif) provide a source of a “naked” silver cation by possessing a
weakly coordinating anion (WCA), and (iv) are ideally commer-
cially available. Thus, the following silver salts [Ag][X] were
found to be suitable candidates, with [X]™ = [OTf]™ (triflate),}
[SbFe]™ (hexafluoroantimonate), [B(Ar°""),]” (tetrakis[3,5-bis(tri-
fluoromethyl)phenyl]borate), and [Al(ORF),]” (tetrakis|per-
fluoro tert-butoxyJaluminate, i.e. R¥ = C(CF3)s).

_N\ /N
/Ti\ ; =
Bu o/ \o Bu N =
O'Pr OPr g7
tBU tBU 'Bu 07 \\O tBu
1 O'Pr O'Pr
(trans) Bu B
(S,S)-2
=N_ N= (cis-B)
i
Bu o/ \o Bu
O'Pr OPr
By By
3
(cis-B)

Fig. 1 Ti-salen complexes tested for rac-LA ROP in the presence of
various silver salts.
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The combination of 1 with any of the selected silver salts
(Table 1) led to efficient rac-LA ROP at room temperature to
afford atactic PLA with controlled molar masses and low dis-
persity (~1.2), in line with a controlled living polymerisation.
For example, about 87% of rac-LA was converted in 20 minutes
at room temperature in DCM (Table 1, entry 5) whereas in the
absence of the silver salt, only 73% conversion was reached in
24 h at 90 °C in toluene (Fig. 2). Plots of In([rac-LA]y/[rac-LA];)
against time show linear trends as generally observed for such
reactions.' %'

Reactions rates were calculated assuming a first order in
monomer and using a temporal least squares fit (see ESIT).
The molar masses increase linearly versus rac-LA conversion
and the polymers feature relatively low dispersity, consistent
with a controlled living polymerisation. In all cases (except
Table 1, entry 1), the molar masses are in accordance with
each isopropoxide group being able to initiate one chain, as
confirmed by MALDI-ToF analysis showing O'Pr terminated
PLA and no evidence of transesterification as peaks are spaced
by 144 (see ESIt). In the case of AgOTf as a co-catalyst, only
one chain is initiated by the catalyst (only one isopropoxide).
This could be attributed to the OTf anion being the most coor-
dinating anion of the series, and thus hampering initiation of
the second chain by the other isopropoxide group due to
potential interaction between the OTf anion and the O'Pr
group. It should be noted that in the absence of any silver salt,
no activity is observed in the same conditions (i.e. room temp-
erature), and any of the silver salts alone (i.e. without 1) do not
initiate ROP of lactide, even in the presence of one equivalent
of alcohol as initiator. These results confirm the cooperativity
between 1 and Ag’ for rac-LA ROP at room temperature and
demonstrate how the simple addition of a silver salt can sig-
nificantly increase catalyst activity in mild conditions.

Looking at the effect of the counter anion of the different
silver salts (Table 1, entries 1-5), reactions using the most
weakly coordinating anion such as [B(Ar""),]” and [AI(OR"),]”
showed the highest activities, whereas the most coordinating
anions such as [OTf]™ and [SbFs]” showed the lowest activities,
as per Fig. 3. Interestingly, the acetonitrile adduct of [Ag][B
(Ar°™),] (Table 1, entry 4) displayed low activity as compared to
the Et,O adduct (Table 1, entry 3). This was attributed to the
strong coordination of CH;CN to the silver cation, and thus
hindering the interaction of Ag" with 1 and the resulting coop-
erativity."® Overall, these results show that the counter-anion
influences the formation of a suitable supramolecular entity
between Ag" and the Ti-salen complex 1 which in turn impacts
the subsequent rac-LA polymerization.

In consideration of any potential deactivation of the cata-
Iytic system (i.e. 1 in the presence of a silver salt) and to inves-
tigate the difference in reactivity between the silver salts,
“same excess” experiments were carried out on two catalytic
systems (i.e. the most active and least active), i.e. 1 + [Ag][SbFs]

11t should be noted that AgOTf has a limited solubility in DCM and a mixture
DCM/toluene as solvent was used instead (see ESIt).

This journal is © The Royal Society of Chemistry 2025
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Table 1 rac-LA polymerisation initiated by 1 in the presence of different silver salts [Ag][X]

Entry  Cat/[Ag][X)/rac-LA (equiv.)  [X]” Time (min) ~ Conversion® (%) M, (P)’ (kg mol™") M, (calc.) (kg mol™)
1 1/1/100 [OTf] 240 88.0 11.5 (1.2) 12.7%
2 1/1/100 [SbFe] 180 56.4 3.2 (1.2) 4.1
3 1/1/100 [B(Ar"™), 60 81.9 6.2 (1.2) 5.9
4 1/1/100 [B(Ar“"),] “CH;CN 80 7.3 —° 0.5
5 1/1/100 [AI(OR"),]” 20 86.9 6.5 (1.3) 6.3
6" 1/0/100 — 240 0 — —
714/ 1/0/100 — 1440 73 6.6 (1.3) 5.3
8 0/1/100 [B(Ar“™),]” 180 0 — —

9 0/1/100 [AI(OR"),]” 180 0 — —
10 0/1/100 [SbFe]” 180 0 — —

Reaction conditions: cat. = 1, [rac-LA], = 1 M, DCM, 25 °C. * Calculated using "H NMR spectroscopy.  Calculated using SEC calibrated with poly-
styrene standards and corrected by 0.58. ¢ Calculated considering, two chains per Ti-salen complex (one chain per isopropoxide initiating).
4 Calculated considering one chain per Ti-salen complex (only one isopropoxide initiating). ® Not isolated due to low conversion. fReaction at

90 °C in toluene.
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Fig. 2 rac-LA conversion versus time for polymerisation initiated by 1 in
the presence of different silver salts AgX (conditions: [rac-LAlp = 1 M,
DCM, [1]/[AgX]/[rac-LA]o = 1/1/100).
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Fig. 3 rac-LA conversion versus time for polymerisation initiated by 2 in
the presence of different silver salts AgX (conditions: [rac-LAlp = 1 M,
DCM, [2]/[AgX]/[rac-LA], = 1/1/100).

This journal is © The Royal Society of Chemistry 2025

and 1 + [Ag][Al(OR"),], with initial concentration of [rac-LA], =
1.5 M and 1.0 M (see details in ESIT).°>'® In the case of [Ag][Al
(ORF),] as a co-catalyst, the time-shifted curve for the reaction
at higher concentration superimposed onto the curve of the
reaction at lower concentration with minimal deviation, indi-
cating no deactivation of the catalytic system, in line with [Al
(OR"),] being an inert counter-anion. On the contrary, in the
case of [Ag][SbFe] as a co-catalyst, the time-shifted curve for the
higher concentration reaction did not overlap with the curve
for the reaction at lower concentration showing significantly
lower activity, thus suggesting some deactivation. This could
be attributed to the SbF¢ counter-anion which, while being a
WCA, is known to decompose to SbFs + F~ and then can
further react with Ti."” These results highlight the importance
of the counter anion, not only being weakly coordinating, but
also inert to prevent undesired reactions with the Ti metal
centre. MALDI-ToF analysis of complex 1 in the presence of
[Ag][SbF¢] and [Ag][Al(ORF),] was performed (Fig. S1 and S21).
In both cases, the adduct corresponding to m/z = [1 + Ag]" was
observed, likely due to cation = interactions. Interestingly, in
the case of [Ag][SbF]s, a fluorinated cationic Ti-F salen
complex has been observed, in line with potential decompo-
sition of SbF, providing a source a fluoride.

As [AI(ORF),]™ was confirmed to be a suitable counter-anion
(i.e. inert and weakly coordinating), further investigations were
carried out to examine the influence of the stoichiometry of
the silver salt co-catalyst on the ROP. Thus, rac-LA ROP was
found to be successfully initiated by one equivalent of 1 in the
presence of half, one and two equivalents of [Ag][AI(OR"),].
While using one or two equivalents of Ag[Al(ORF),]” led to
comparable activities (86.9% and 92.2% rac-LA conversion in
20 minutes, respectively), using only 0.5 equivalents of [Ag][Al
(ORF)4] led to a significantly slower reaction (62% conversion
in 60 minutes), as per Fig. S37.1 This is in line with the pro-
posed formation of a 1:1 aggregate between 1 and Ag*."°

Having established the best conditions for 1, similar
investigations were carried out with Ti-salen complex 2
bearing a more rigid ligand with a cyclohexyl moiety, and
complex 3 bearing a more flexible ligand with a dimethyl

Polym. Chem., 2025, 16, 1503-1508 | 1505


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4py01319k

Open Access Article. Published on 26 Feabhra 2025. Downloaded on 03/03/2026 11:52:26.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Paper

View Article Online

Polymer Chemistry

Table 2 rac-LA polymerisation initiated by 2—3 in the presence of different silver salts

Entry Cat. cat./Ag[X]/rac-LA (equiv.) [X]” (1 equiv.) Time (min) Conversion® (%) M, (P)’ (kg mol™) M, (calc.)’ (kg mol™") P.¢
1 2 1/1/100 [OoTf]” 30 86.7 11.2 (1.2) 12.5¢ 0.71
2 2 1/1/100 [SbF(,(l_ 180 91.7 6.2 (1.2) 6.6 0.49
3 2 1/1/100 [B(Ar™),] 150 51.9 3.4(1.2) 3.7 0.61
4 2 1/1/100 [AI(OR™),] 180 50.6 4.3 (1.1) 3.7 0.60
5 (5,8)2  1/1/100 Al(ORY), ]~ 180 83.8 5.3 (1.2) 6.0 0.40
6/ 2 1/0/100 — 1440 57 5.3 (1.1) 8.2 0.54
7 3 1/1/100 [oTf]” 90 50.8 12.0 (1.4) 7.3° 0.71
8 3 1/1/100 [SbFy]~ 20 84.8 22.4(1.4) 6.1 0.44
9 3 1/1/100 [AI(OR"),]” 5 80.3 3.6 (1.6) 5.8 0.38
10° 3 1/0/100 — 2880 10.9 2.7 (1.2) 1.6° 0.67

Reaction conditions: [rac-LA], = 1 M, DCM, 25 °C. “ Calculated using 'H NMR spectroscopy. ” Calculated using SEC calibrated with polystyrene
standards and corrected by 0.58. ° Calculated considering two chains per Ti-salen complex (one chain per isopropoxide initiating). ¢ Determined
via "H{'H} decoupled NMR spectrum of isolated PLA. ¢ Calculated considering one chain per Ti-salen complex (only one isopropoxide initiating).

propyl backbone. Both complexes 2 and 3 were previously
reported to afford very slow polymerisation of rac-LA in toluene
at 90 °C and 70 °C, respectively (Table 2, entry 6 and 10)."*"
In the presence of any of the aforementioned silver salts, both
catalysts 2 and 3 resulted in moderate to very high activity at
room temperature for rac-LA ROP, as previously observed with
1. This shows that this strategy could be applied to different
Ti-salen complexes adopting either trans configurations
(complex 1) or p-cis conformations (complexes 2 and 3), and
that for these configurations, the binding of Ag" via cation-n
interactions is possible, as supported by MALDI-ToF analysis
(Fig. S3-S61).

All the catalytic systems using 2 show controlled rac-LA ROP
to afford polymers with predictable molar masses and low dis-
persity (P ~ 1.2). For all systems, one polymeric chain is
initiated by each isoproproxide (i.e. two chains per complex 2,
see Table 2, entries 2-4, and Fig. S837), except when [Ag][OTf]
is used in which only one chain is initiated per Ti-salen
complex (Table 2, entry 1), similar to what we observed when
using 1 and [Ag][OTf].

Interestingly, the activity trend for catalytic systems using 2
is reciprocal to that for 1. When using 2, catalytic systems with
weakly coordinating anions [B(Ar°"),]” and [Al(OR"),]” show
comparable activities (~50% rac-LA conversion in 3 hours)
and were significantly slower than the most active system
using [Ag][OTf] which show 87% conversion in 30 minutes.
When using 1, the reverse trend is observed with the [Ag][OTf]
system affording 80% conversion in 4 hours as opposed to the
system with [Ag][Al(ORF),] which afforded 80% conversion in
20 minutes. This difference in reactivity could be due to the
difference in the ¢rans and f-cis configurations of 1 and 2
respectively. As the p-cis configuration of 2 offers a more open
coordination sphere, an Ag" cation surrounded by a less disso-
ciating counter-anion such as OTf™ can thus be accommo-
dated more easily. This is also supported by the kinetic ana-
lysis (Fig. S47 and S52f1) showing a departure from the
assumed first order in monomer when using the [Al(OR"),]”
and [B(Ar“"),]”, suggesting catalyst saturation with lactide,®

1506 | Polym. Chem., 2025, 16, 1503-1508

fReaction performed at 70 °C in toluene with [rac-LA], = 1 M and [2]/[rac-LA] = 1/100, data from reference.'®. £ Reaction performed at 100 °C in

toluene with [rac-LA], = 0.5M and [3]/[rac-LA] = 1/100, data from reference."®

in line with a more open coordination sphere. By extension,
this would also suggest that the conformation and the flexi-
bility of the salen ligand would also influence the nature of
the supramolecular aggregate formed by the Ti-salen complex
and silver salt.

In addition to enabling high activity at room temperature,
the use of 2 in the presence of a silver salt as a co-catalyst was
found to enable some stereocontrol, affording heterotactic PLA
with P, up to ~0.7. In the absence of silver salts, elevated temp-
eratures are needed (>70 °C) for ROP and hence, stereocontrol
is compromised (P, ~ 0.5, Table 2, entry 6). The highest tacti-
city (Table 2, entry 1) was observed for AgOTf as a co-catalyst,
in line with our previous observation that the triflate anion is
the least weakly coordinating anion of the investigated series,
thus congesting the coordination sphere, with potential inter-
actions involving the OTf™." It is worthy to note that whereas
zirconium and hafnium complexes were previously reported
for stereocontrolled rac-lactide ROP,**¢%2° their titanium
counterparts with the same ligand usually afforded atactic
polymers.> Indeed, Ti complexes usually require higher temp-
erature (usually > 70 °C) to exhibit significant activity for
lactide ROP, and thus compromising stereocontrol. These
results prompted us to investigate lactide ROP initiated by (S,
S)-2 obtained from the corresponding (S,S)-trans ligand precur-
sor (see ESIt). In similar conditions as per 2 (Table 2, entry 5),
rac-LA ROP using (S,S)-2 in the presence of [Ag][Al(ORF),] leads
to a slightly isotactic PLA with P, = 0.4, suggesting an enantio-
morphic site control mechanism. This is confirmed by a slight
difference in polymerisation rate when using p-lactide and
-lactide, one being the favoured isomer and the other the dis-
favoured one (Fig. S66, S67 and Table S31).>* The change from
slightly heterotactic PLA (when using 2) to slightly isotactic
PLA (when using (S,5)-2) can be attributed to polymeryl chain
exchanges which can occur when a racemic mixture of cata-
lysts is used and their dimerization favoured.’???

In the case of 3, the addition of silver salt led to very fast
conversion of rac-lactide, in particular using [Ag][AI(ORF),],
with up to 80% conversion in just 5 minutes (Table 2, entry 8).

This journal is © The Royal Society of Chemistry 2025
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In the absence of silver salts, only 11% conversion was observed
in 48 h at 100 °C. However, while high activity was observed,
polymerisation control was found to be poorer with significant
discrepancy between theoretical and experimental molar
masses. Molar masses tended to be higher than expected,
suggesting partial or poorly controlled formation of active
species. Interestingly, in some cases (Table 2, entries 7 and 8)
the polymers show an isotactic bias (P, ~ 0.4). Further investi-
gations are ongoing to identify the nature of the active species.

Conclusions

Three bis(iso-propoxide) Ti-salen complexes were investigated
for rac-lactide ROP in the presence of different silver salts. In
all cases, these Ti/Ag bi-component systems afforded rac-
lactide ROP at room temperature, a rather rare feature for Ti-
based systems which usually require high temperatures
(>70 °C) for significant activity. In the absence of any silver
salt, Ti-salen complexes showed no activity at room tempera-
ture and only low to moderate activity at higher temperatures
(>70 °C). These results highlight the ability of Ti/Ag cooperativ-
ity to enable polymerisation under mild conditions.’* As we
previously demonstrated with similar systems, this results
from cation-n interactions positioning the silver cation near
the Ti centre, allowing monomer activation and stabilisation
of key intermediates.'® More interestingly, the lower tempera-
ture afforded by addition of silver salts, allowed for stereocon-
trol which was observed with formation of heterotactic poly-
mers with P, up to 0.7. Finally, we observed that the nature of
the counter anion in the silver salts influence both activity and
polymer tacticity, depending on the Ti-salen complex. In line
with our previous findings, this is likely related to the for-
mation of different supramolecular catalytic species, for which
further investigations are ongoing. Overall, this study has high-
lighted a simple strategy based on Ti/Ag cooperativity using
several Ti-salen complexes to enable activity at room tempera-
ture for rac-LA ROP along with some stereocontrol. The find-
ings in this work suggest that the same strategy could also be
applied to other metal phenolate complexes to enable (stereo-
controlled) ROP under mild conditions.
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