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Development of highly active and durable non-precious spinel transition metal sulfide (STMS)-based

electrocatalysts plays a vital role in increasing the efficiency of hydrogen production via water electrolysis.

Herein, we have synthesized a hierarchical nanostructured ZnCo2S4 on reduced graphene oxide

(ZCS@rGO) sheet using a cost-effective hydrothermal synthesis method. The prepared ZCS@rGO shows

improved hydrogen desorption and adsorption energy of the electrocatalyst surface towards efficient

hydrogen evolution reaction (HER). As a result, ZCS@rGO showed lower HER overpotential (h10 ¼ 135 eV)

and Tafel slope (47 mV dec�1) and superior durability at 10 mA cm�2 for 36 h, as compared to the

benchmark catalyst of Pt–C. Further, the electronic structure and HER mechanism of the ZCS@rGO

catalyst were investigated by density functional theory calculations. This work provides a new pathway for

the rational design of highly active and durable non-precious STMS-based electrocatalysts for hydrogen

production.
1. Introduction

With rising concerns in population, energy demands, climate
change, and shortages in fossil fuel resources, researchers are
in need to explore efficient green and renewable energy
systems.1,2 Hydrogen is one of the promising green fuels in next
generation green vehicles due to its high gravimetric energy
density and zero carbon emission.3,4 The hydrogen evolution
reaction (HER) is the cathode-cell reaction in the water elec-
trolysis device. Developing an active electrocatalyst to minimize
the HER overpotential becomes a critical task for improving the
hydrogen production from water electrolysis.5

Precious metal catalysts of Pt/C and Pt-based alloys provide
high HER efficiency, but their commercialization is highly
restricted due to their scarcity, high price, sluggish reaction
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kinetics, and insufficient durability.6–8 Therefore, it is vital to
design and fabricate non-precious and low cost catalysts that
are highly electroactive and durable for the hydrogen economy.9

In this regard, incredible effort has been expended to explore
various non-precious metal catalysts such as transition
metals,10–12 metal suldes,13–16 phosphides,6,17,18 nitrides,19,20 and
hydroxides.21,22 Therefore, non-precious metals have been
required to increase the fundamental catalytic assets such as
surface alteration and phase conversion, in addition to the
construction of heterostructures23,24 as a strategy focused on
regulating electron distribution to improve electrocatalytic
activity.25,26

Recently, transition metal suldes have been one of the
highest potential electrocatalysts used in energy storage and
conversion devices owing to earth abundance, low cost, eco-
friendliness, and superior electrocatalytic properties.
Furthermore, the HER activity of transition metal suldes
(TMS) has been extensively studied due to their highly active
sites, distinctive structural features, adjustable electronic
properties, electrocatalytic activity, and low cost.27,28 Chemical
state and electronic structure of the TMS's can determine the
strength of reactant adsorption, reaction kinetics, and active
intermediate formation towards HER. In particular, metallic
suldes exhibit excellent electrocatalytic activity towards HER
due to their better redox-active reaction properties.29 Never-
theless, many investigations have shown that metallic suldes
have lower electron conductivity and durability in energy
conversion applications. In this context, the electron
J. Mater. Chem. A, 2022, 10, 1999–2011 | 1999

http://crossmark.crossref.org/dialog/?doi=10.1039/d1ta08224h&domain=pdf&date_stamp=2022-01-22
http://orcid.org/0000-0003-1568-7864
http://orcid.org/0000-0002-2976-6873
http://orcid.org/0000-0002-5707-3361
https://doi.org/10.1039/d1ta08224h
https://pubs.rsc.org/en/journals/journal/TA
https://pubs.rsc.org/en/journals/journal/TA?issueid=TA010004


Journal of Materials Chemistry A Paper

Pu
bl

is
he

d 
on

 2
5 

 2
02

1.
 D

ow
nl

oa
de

d 
on

 1
6/

10
/2

02
5 

23
:1

3:
42

. 
View Article Online
conductivity of metal suldes could be improved by incorpo-
rating carbon nanollers such as graphene oxide,30,31 carbon
frameworks,32 and carbon nanobers.33 Among the various
carbon conducting llers, graphene sheets provide superb
electron conductivity, large surface area, and prevent
agglomeration of metal suldes.34,35

Among transition metal suldes, cobalt-based binary or
ternary suldes such as CoS2, MnCo2S4/NF, CuCo2S4, NiCo2S4,
and FeCoMoS@N-rGO, have demonstrated promising electro-
catalytic performance in OER/HER. It is crucial to identify the
actual electrocatalytic active sites of transition metal suldes for
HER due to the presence of various stoichiometric ratios ofmetal
ions with different oxidation states. Furthermore, the catalytic
performance of an electrocatalyst could be drastically improved
by tuning the morphology of the nanostructure, which can alter
the electronic conguration and improve the active sites and area
of the electrocatalyst. Based on the above inspiration, the fabri-
cation of cobalt metal suldes tailored with zinc components
could be a promising new electrocatalyst for HER.36

In this work, we have grown hierarchical nanostructures of
ZnCo2S4 (ZCS) on reduced graphene oxide (rGO) sheet using
a cost-effective hydrothermal reaction. The hierarchical nano-
structure growth of ZnCo2S4 on rGO (ZCS@rGO) provided
excellent electron conductivity, extended surface area withmore
metal sulde active sites, and improved the synergistic effect
between metal suldes and rGO for HER. The optimized elec-
trocatalyst of ZCS@rGO shows lower HER overpotential (h10 ¼
135 eV), Tafel slope (47 mV dec�1), and superior durability at 10
mA cm�2 for 36 h as compared to the prepared Co3S4@rGO
(CS@rGO) catalyst. Further, we investigated the density of states
(DOS) and HER mechanism of ZCS@rGO catalyst by density
functional theory (DFT) calculations. Notably, the ZCS@rGO
catalyst coated carbon cloth electrode exhibits excellent H2

molecule evolution with a Faraday efficiency of about 93.74%.
This present work provides a new pathway to the rational design
of spinal TMS and rGO based electrocatalysts for efficient HER.
2. Methods
2.1 Chemicals

Graphite powder (Sigma Aldrich, 99.99% trace metals), zinc
nitrate(II) hexahydrate (Yakuri Pure Chemicals, 95%), cobalt
nitrate(II) hexahydrate (Alfa Aesar, 97.7%), urea (Alfa Aesar,
99.0–100.5%), sodium sulde nonahydrate (Alfa Aesar, 98.0%),
hydrazine monohydrate (Alfa Aesar, 98+%), ammonium uo-
ride (Sigma Aldrich, $98.0%), benchmark 20 wt% Pt/C (Alfa
Aesar), 5% Naon solution (Sigma-Aldrich), methanol, and
potassium hydroxide were obtained from Samchun Pure
Chemicals Co., South Korea.
2.2 Synthetic procedure

2.2.1 Synthesis of ZnCo layered double hydroxides (LDH)
@rGO. The graphene oxide was synthesized from graphite
powder using a modied Hummers' method with a previously
reported procedure.37 30 mg of graphene oxide (GO), 1 mmol of
zinc nitrate, 2 mmol cobalt nitrate, and 4mmol urea were added
2000 | J. Mater. Chem. A, 2022, 10, 1999–2011
to 20 mL of deionized (DI) water, and the mixture was sonicated
for 15 min. Then, 2 mmol of ammonium uoride was added
slowly with constant stirring. Then, a sufficient amount of DI
water was added to the 60 mL reaction mixture in an autoclave
with continuous stirring, and the mixture was transferred into
a hydrothermal reaction vessel and kept at 150 �C for 5 h. The
system was permitted to cool to ambient temperature, and the
product was collected, washed with DI water and ethanol
several times, and dried at 60 �C overnight.38

2.2.2 Synthesis of ZnCo2S4@rGO catalyst. 5 mL of N2H4

was added dropwise to a 6 mmol of Na2S$9H2O with constant
stirring to obtain a homogeneous solution. Then, 20 mg of
ZnCo LDH@rGO was dispersed in 20 mL of DI water in the
hydrothermal vessel, and a homogenous mixture of N2H4 and
Na2S$9H2O was added drop by drop. Furthermore, a sufficient
amount of DI water was added to 60 mL of autoclave and
hydrothermally treated for 4 h at 180 �C. The obtained product
was collected and washed several times with DI water and
ethanol. The nal product was desiccated at 60 �C
overnight.39,40

Furthermore, the comparison material of the CS@rGO
catalyst was prepared under identical synthesis conditions
without adding zinc precursors in the hydrothermal process.
The detailed synthesis procedure of CS@rGO is given in ESI.†

Na2S / 2Na+ + S2� (1)

Zn2+ + Co2+ + S2� / ZnCoS (2)

2.3 Characterization techniques

Morphological examination of the obtained materials was per-
formed by eld emission scanning electron microscopy (FE-
SEM; SUPRA 40 VP; Carl Zeiss, Germany) and high-resolution
transmission electron microscopy (HR-TEM; JEM-2010, JEOL)
at the Center for University Wide Research Facilities (CURF) at
Jeonbuk National University (JBNU), South Korea. The crystal-
line nature of materials was investigated using X-ray diffraction
(XRD) copper Ka radiation (l ¼ 0.154 nm), Rigaku Corporation,
Japan, and energy dispersive X-ray spectroscopy (EDS; Carl
Zeiss, Germany, SUPRA 40 VP). The loading contents of Zn, Co,
and S were evaluated by ICP-OES (inductively coupled plasma-
optical emission spectrometry) with the iCAP 7000 series
(Thermo Fisher Scientic) and the defective nature of materials
was revealed by Raman spectroscopy (RAM-HR equipped with
a 532 nm HORIBA-Lab helium–neon laser) at CURF, JBNU,
Republic of Korea. Then, the binding nature and elemental
composition of materials were examined with an X-ray photo-
electron spectrometer (XPS; Axis-Nova, Kratos Inc.), and the
surface area of the prepared catalyst was investigated using
a Brunauer–Emmett–Teller (BET) Autosorb-iQ 2ST/MP phys-
isorption analyzer at the Jeonju Center of the Korea Basic
Science Institute (KBSI), Republic of Korea. The R-XAS based
extended X-ray absorption ne structure (EXAFS) and X-ray
absorption near edge structure (XANES) measurements at the
Zn and Co K-edges were performed at the Sc-detector of
This journal is © The Royal Society of Chemistry 2022
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Chonnam National University (model R-XAS, Rigaku, Japan)
with total electron yield detection.
2.4 Electrochemical characterization

The prepared electrocatalyst (�3 mg) was disseminated in 1 mL
of DI water and ethanol (1 : 1) mixture. Further, 50 mL of 5%
Naon was added and sonicated for 60 min to generate
a homogenous ink. The prepared ink was coated on carbon
cloth (CC) (coated area 1 � 1 cm2) and dried at 60 �C overnight
in a vacuum oven. For comparative study, commercial 20% Pt–C
catalyst ink was prepared using a similar procedure.

The HER electrochemical performance of prepared electro-
catalysts was examined by a distinctive three-electrode system
using CC supported catalyst as the working electrode, graphite
rod (counter electrode), and saturated Ag/AgCl (reference elec-
trode). The linear sweep voltammetry (LSV) curve was measured
with 1 mV s�1 (scan rate) and 1.0 M KOH electrolyte. The
double-layer capacitance value of the prepared catalyst was
evaluated using CV curves with a different scan rate of 20 to
100 mV s�1 in the non-faradaic region. The slope of current
densities vs. scan rate was double the value of double-layer
capacitance (Cdl). Electrochemical impedance spectra (EIS) of
prepared catalysts were measured using potentiostatic imped-
ance with onset potential and a frequency range of 100 kHz to
0.1 Hz in 1.0 M KOH solution. The long-term stability test was
measured by chronopotentiometry at a current density of 10 mA
cm�2 for 36 h. All recorded potentials were converted into
reversible hydrogen electrodes (RHE) using the following
equation

ERHE ¼ EAgCl + (0.197 + 0.059 � pH) (3)
2.5 Computational analysis

The comprehensive density functional theory (DFT) calculation
techniques are provided in the ESI.†
3. Results and discussion
3.1 Structural and chemical evaluation of STMS

The ZnCo layered double hydroxide on the rGO (ZnCo
LDH@rGO) was synthesized using metal precursors of cobalt
nitrate(II) hexahydrate and zinc nitrate(II) hexahydrate in the
presence of GO solution through a hydrothermal method at
150 �C for 5 h as presented in Fig. 1a. The GO has functional
groups that generate strong interactions between the metal
precursors and the GO sheet. During the hydrothermal reac-
tion, the absorbed metal precursor was uniformly grown as
a hierarchical structured ZnCo LDH on rGO, and simulta-
neously, GO was converted to rGO due to the presence of urea.
Here, ammonium uoride was used as the structure tuning
agent to control the formation of hierarchical ZnCo
LDH@rGO.36 Therefore, FE-SEM images of ZnCo LDH@rGO
display the sphere-like hierarchical structure of ZnCo LDH
grown on the rGO sheet, as shown in Fig. 1b–d.
This journal is © The Royal Society of Chemistry 2022
The ZnCo LDH@rGO was successfully converted to zinc
cobalt sulde on rGO (ZCS@rGO) via hydrothermal reaction at
180 �C for 4 h with sodium sulde as the sulfur source and
hydrazinemonohydrate as the reducing agent. Fig. 1e shows the
agglomerated nanoparticles covered on hierarchical sphere-like
structure of ZCS@rGO, which conrms the conversion of ZnCo
LDH@rGO to ZCS@rGO during the hydrothermal method.

This hierarchical sphere-like structure of ZCS along with the
larger surface area of rGO favors the electron/ion transport with
facile absorption of electrolyte during HER activity.15 Elemental
mapping images of SEM-EDS show the structure of ZCS on the
rGO sheet and conrm the presence of C, Zn, Co, and S (Fig. 1f–i).

Moreover, the intrinsic morphology of the ZCS@rGO catalyst
was analyzed by HR-TEM and STEM-HAADF as presented in
Fig. 2a–f. The image shows that the lattice fringe distances of
0.33 and 0.27 nm belong to (111) and (220) planes of ZCS@rGO
catalyst, respectively, which is in good agreement with the X-ray
diffraction results (see Fig. 2g and S1†). The SAED pattern
(Fig. 2b (inset image)) shows a ring with a bright spot revealing
the polycrystalline nature of ZCS@rGO, which further conrms
the (111), (220), and (311) planes. Additionally, Fast Fourier
Transform (FFT) images also conrm the good crystalline
nature of the ZCS@rGO catalyst (inset image of Fig. 2c).
Subsequently, the EDS spectrum (Fig. 2d–f) of ZCS@rGO cata-
lyst reects the uniform distribution of Zn, Co, and S which
conrms the formation of ZCS on the rGO sheet; Fig. S2† shows
the EDX spectrum of ZCS@rGO catalyst and elemental
composition of the ZCS@rGO catalyst are given in inset image
of Fig. S2.† Fig. S3a–c† illustrates the TEM images of cobalt
suldes, which conrm the nanostructures were homoge-
neously grown on the rGO sheet. The HR-TEM image of
Fig. S3b† conrms the lattice distances of CS@rGO to be 0.56
and 0.26 nm, corresponding to the (111) and (200) planes of
CS@rGO catalyst, respectively. Furthermore, FFT images
conrm the good crystalline nature of the CS@rGO catalyst.
Additionally, STEM-HAADF and EDX spectra conrm the pres-
ence of Co and S elements on the rGO sheet (Fig. S3d–g†).

The crystalline states of ZCS@rGO and CS@rGO catalysts
were examined by XRD, as presented in Fig. 2g. The XRD pattern
displays characteristic CS@rGO catalyst peaks of 18.7�, 31.2�,
36.7�, and 55.5� belonging to the (111), (311), (400), and (440)
planes, respectively. These peaks are reliably a typical diffrac-
tion pattern for CS@rGO (cubic structure) (JCPDS – 073-1073).
The XRD patterns of ZCS@rGO catalyst exhibited strong peaks
at 29.4�, 47.5�, and 59.1� belonging to the (111), (220), and (222)
planes of the cubic ZCS (JCPDS – 047-1656), in agreement with
previous literature reports.41 Notably, a broad peak appeared at
�23.10�, which is related to the (002) plane of rGO in ZCS@rGO
catalyst, which conrmed that GO was effectively transformed
to rGO through the hydrothermal process.

Raman spectroscopy is a vital tool to investigate the defective
and graphitic environment of ZCS@rGO and CS@rGO catalysts.
Raman spectra of ZCS@rGO and CS@rGO catalysts, as revealed
in Fig. 2h, showed distinctive peaks of the D band appearing in
1349 cm�1 ascribed to a defect nature of graphitic carbon, and G
band appearing at 1580 cm�1 is associated with the sp2 nature
of carbon atoms in the catalyst. The intensity ratio of D and G
J. Mater. Chem. A, 2022, 10, 1999–2011 | 2001
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Fig. 1 (a) Schematic diagram for the synthesis of ZCS@rGO. The SEM images of (b) GO, (c and d) ZnCo LDH@rGO and (e) ZCS@rGO. (f–h) FE-
SEM-HAADF-EDX elemental analysis of ZCS@rGO catalyst with respect to Zn–K, Co–K, S–K, and C–K and (i) EDS spectrumof ZCS@rGO catalyst.
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bands (ID/IG) values of CS@rGO catalyst were approximately
1.16, which was slightly higher than that of the ZCS@rGO
catalyst (ID/IG ¼ 1.14), which represents a good interaction
between the ZCS and rGO and the successful formation of
ZCS@rGO catalyst.42,43

The surface area and pore size of the ZCS@rGO catalyst were
examined using a Brunauer–Emmett–Teller (BET) surface area
analyzer, and the results are shown in Fig. 2i. ZCS@rGO catalyst
displays a large specic surface area value of approximately 156
m2 g�1, which is comparatively greater than that of a recently
2002 | J. Mater. Chem. A, 2022, 10, 1999–2011
reported ZnCoS based nanocomposite.44 The hysteresis curve
(type IV isotherm) of ZCS@rGO catalyst displayed mesoporous
features on a relative pressure of 0.4–1.0. The pore size distri-
bution of the ZCS@rGO catalyst was further examined by
a Barret–Joyner–Halenda model (BJH) study, and the curve is
shown in the inset image of Fig. 2i. ZCS@rGO catalyst possesses
a pore size around �18.1 nm, which conrms the mesoporous
environment. Such a high specic surface area with meso-
porous ZCS@rGO catalyst benets an improved electrocatalytic
activity towards HER. The weight percentages of Zn and Co in
This journal is © The Royal Society of Chemistry 2022
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Fig. 2 Morphology analysis (a and b) HR-TEM image (inset image of (b): selected area diffraction (SAED pattern). (c) The lattice spacing of the
ZCS@rGO catalyst layer (inset: FFT pattern). (d–f) HAADF-STEM-EDAX elemental mapping of ZCS@rGO. (g) XRD pattern, and (h) Raman analysis
of CS@rGO and ZCS@rGO catalyst. (i) BET surface area from nitrogen adsorption–desorption curves (inset: pore size distribution) of ZCS@rGO
catalyst.
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ZCS@rGO and CS@rGO catalysts were calculated by ICP-OES,
indicating loadings of Zn and Co of 2.41% and 5.48%, respec-
tively (Fig. S4†).

The chemical state of the ZCS@rGO catalyst was studied by
XPS analysis. XPS survey spectra of ZCS@rGO showed the
presence of Zn 2p, Co 2p, and S 2p peaks in Fig. 3a–c, which
ensure the presence of Zn, Co, and S. The XPS spectra of Zn 2p
reveal peaks at 1020.8 and 1045.9 eV belonging to Zn 2p3/2 and
Zn 2p1/2, respectively,44 demonstrating the existence of Zn2+ in
ZCS@rGO catalyst (Fig. 3a). The XPS spectra of Co 2p presented
in Fig. 3b display peaks at 797.0 and 781.3 eV corresponding to
Co 2p1/2 and Co 2p3/2, respectively.45 Additionally, the satellite
(sat.) peaks appear at 786.4 and 802.9 eV, which indicates the
existence of Co(III) and Co(II).46,47 The XPS spectra of S 2p
This journal is © The Royal Society of Chemistry 2022
(Fig. 3c) at 161.4 and 162.8 eV corresponds to S 2p3/2 and S 2p1/2,
respectively.48,49 The peak positions at 163.8 and 168.4 eV are
representative peaks of metal sulde bonds (S2�) and SO4

2�/
HSO4�, respectively. Further, Fig. S5† depicts the survey spec-
trum, O 1s, C 1s, and atomic percentage, which clearly shows
the peak binding energy and composition of the ZCS@rGO
catalyst.

To identify the in-depth elemental positions and electronic
conguration of the optimal electrocatalyst, ZCS@rGO was
examined by X-ray absorption spectroscopy (XAS) analysis with
reference foils such as Zn and Co. The XANES spectra charac-
terize the coordination environment of ZCS@rGO and CS@rGO
catalysts,50 as shown in Fig. 3. The XANES spectra disclose
a characteristic peak at 7710 eV due to Co 4sp – Co 3d
J. Mater. Chem. A, 2022, 10, 1999–2011 | 2003
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Fig. 3 The XPS analysis of (a) Zn 2p, (b) Co 2p, (c) S 2p spectra of ZCS@rGO catalyst. The XAS analysis, (d) XANES spectra of Co K-edge for
CS@rGO and ZCS@rGO, (e) EXAFS spectra of Co K-edge for CS@rGO, and ZCS@rGO catalysts, (f) EXAFS oscillations of Co K-edge for CS@rGO,
and ZCS@rGO catalysts. (g) XANES spectra for Zn K-edge of Zn-foil and ZCS@rGO catalyst. (h) EXAFS spectrum, and (i) EXAFS oscillations for Zn
K-edge of ZCS@rGO catalyst, respectively.
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hybridization,51 which further conrms the state of Co in
CS@rGO and ZCS@rGO catalysts. Further, Fig. 3d shows the
main absorption peaks of ZCS@rGO and CS@rGO catalysts
appearing at 7730 eV due to electron transition from the occu-
pied orbital of Co 1s to unoccupied orbitals of Co 4p. Interest-
ingly, the peak intensities of ZCS@rGO catalyst are slightly
increased as compared to Co-foil and CS@rGO catalyst due to
the presence of Zn atoms. This conrms the oxidation states of
cobalt are +2 and +3 in ZCS@rGO catalyst.52

EXAFS spectra evaluate the coordination environment of
cationic and anionic metal ions in CS@rGO and ZCS@rGO
catalysts, as presented in Fig. 3e. The spectra show a strong
peak around 1.59 Å, ascribed to the Co–S bonds in ZCS@rGO
catalyst, whereas the Co–S peak position of CS@rGO catalyst
was shied to 1.70 Å because of Zn atoms occupying the Td site
in the spinel structure. Further, peaks around 2.7 and 3.4 Å
2004 | J. Mater. Chem. A, 2022, 10, 1999–2011
correspond to Co–Co(Oh) and Zn–Co(Td) in octahedron and
tetrahedron sites, respectively.53 In Fig. 3f, oscillations of the Co
K-edge show a neat EXAFS spectra from a good signal to noise
percentage of CS@rGO and ZCS@rGO catalysts.54 Fig. 3g shows
Zn K-edge spectra of the XANES spectrum for Zn foil and
ZCS@rGO catalyst, which conrms the coordination environ-
ment of zinc atoms (Zn2+), in which pre-edge and post-edge
peaks appear at 9638 eV and 9664 eV, respectively. Further,
the EXAFS spectrum conrms the presence of the Zn–S bond,
Zn–Co(Oh) octahedron species, and Zn–Co(Td) tetrahedron
species, with corresponding peaks appearing at 1.2, 2.52, and
3.61 Å for ZCS@rGO catalyst, as observed in Fig. 3h. Fig. 3i
displays the oscillation frequency of ZCS@rGO catalyst, with the
EXAFS spectra collected with a good signal to noise ratio in the
Zn K-edge.55
This journal is © The Royal Society of Chemistry 2022
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The bond distance of the transition metal sulde was
decreased by increasing the central metal ion redox state
because of the decreased effective ionic radius.56 The promising
electrocatalytic activity performance was based on the mixed
oxidation state of Co2+ and Co3+ cationic valences existing in the
octahedron site of ZCS@rGO. From the XAS results, the Zn
electronegativity was low (Pauling electronegativity is 1.65)
compared with Co (Pauling electronegativity is 1.88), indicating
that the sulde atom has a tendency to gain an electron from
Co, conrming S–Zn–S–Co–S structures in ZCS. Fig. S6† shows
the spin and structure state change of Co ion from CS@rGO to
ZCS@rGO catalysts. For the electron transition, Co atoms
exhibit different electron congurations of t52g e2g (high spin,
Co2+) and t62g e

0
g (low spin, Co3+) with a stable conguration of

Zn2+ (t62g e
4
g).57

The high spin Co2+ (t52g e2g) and low spin Co3+ (t62g e0g) are
changed in the occupied state when adding Zn atoms. There-
fore, the CFSE energy level variance of Co2+ is less than that of
Co3+ in CS@rGO and ZCS@rGO catalysts, and the CFSE energy
value of Zn2+ ion is about zero as a stable state of ZCS@rGO
catalyst. Based on CFSE calculations, it is important to describe
Jahn–Teller (JT) effects,58 which are important in describing the
catalytic properties. Therefore, tetragonal distortion is present
in the asymmetry electron of Co2+ state (low spin) as shown in
Fig. S7, S8, and Table S1.† Improving the electrochemical
performance of STMS requires suppressing the effects of Jahn–
Teller distortion. Lan et al. observed that suppression of the
Jahn–Teller distortion in In-doping MnCo2O4 enhanced the
HER actives.59,60 We observed strong electronic interaction
between Zn/Co and S in the ZCS@rGO catalyst, which can
signicantly minimize the Jahn–Teller distortion of Co2+ cation
in ZCS@rGO, thus leading to improved intrinsic conductivity
and electron transfer between metal cations and sulfur. Addi-
tionally, the ZCS@rGO catalyst offers enhanced HER activity
with fast kinetics and better deprotonation/protonation reac-
tion processes.
3.2 Electrocatalytic evaluation of STMS

The HER activity of the as-prepared electrocatalyst was analyzed
using electrochemical techniques of cyclic voltammetry (CV),
linear sweep voltammetry (LSV), and chronopotentiometry with
1.0 M KOH solution. Approximately 3 mg of prepared electro-
catalyst was coated on cleaned CC, which acts as the working
electrode. Fig. 4a shows iR corrected LSV comparative curves of
ZCS@rGO/CC, CS@rGO/CC, GO/CC, and 20% Pt/C catalysts,
and Fig. S9† displays LSV curves of CC and GO/CC. Notably, the
optimal ZCS@rGO/CC exhibits a lower overpotential of 135 mV
at 10 mA cm�2 as related to CS@rGO/CC (341 mV) and GO/CC
(420 mV) at the same current density, which is higher than
the benchmark catalyst of 20% Pt–C (37 mV) as presented in
Fig. 4b.

The reaction kinetics of ZCS@rGO/CC, CS@rGO/CC, GO/CC,
and Pt–C/CC catalysts were evaluated using the Tafel slope,
which is derived from the slope of overpotential vs. log(j) plot.
As presented in Fig. 4c, the ZCS@rGO/CC catalyst has a smaller
Tafel slope value of 47 mV dec�1 when compared to CS@rGO/
This journal is © The Royal Society of Chemistry 2022
CC (70 mV dec�1) and GO/CC (81 mV dec�1) catalysts, which
is higher than the benchmark catalyst of 20% Pt–C (33 mV
dec�1) catalyst. This result demonstrates that the optimal
ZCS@rGO/CC has improved inherent catalytic activity with
enhanced HER kinetics. The Tafel results reveal the HER reac-
tions follow the following rate-determining steps.

H2O + C + e� /C�Had + OH�: Volmer step (120 mV dec�1)(4)

H2O + C � Had + e� / H2 + C + OH�:
Heyrovsky step (40 mV dec�1) (5)

C � Had + C � Had / H2 + 2C: Tafel step (30 mV dec�1) (6)

In the rst step, hydrogen is adsorbed onto the ZCS@rGO
(C – representing ZCS@rGO catalyst in steps 4–6) surface and
generates hydroxide ions. H2 gas molecules escape from the
ZCS@rGO catalyst surface through two distinct reaction paths:
(i) the Heyrovsky reaction and (ii) the Tafel reaction, as given
in eqn (5) and (6), respectively. According to the above reaction
pathway, H2 molecules are out from the ZCS@rGO catalyst
surface via the Volmer–Heyrovsky step. The electrochemical
impedance spectra (EIS) of ZCS@rGO/CC, CS@rGO/CC, and
GO/CC catalysts were measured using the onset potential of
HER and frequency ranging between 100 KHz to 0.1 Hz in
1.0 M KOH, as shown in Fig. 4d. The results show that the
ZCS@rGO catalyst has a lower Rct value of 4.8 U when
compared to CS@rGO/CC (5.71 U) and GO/CC (7.24 U) cata-
lysts, indicating that ZCS@rGO/CC catalyst has good conduc-
tivity and excellent electron-transport kinetics for HER.
Furthermore, ZCS@rGO/CC catalyst indicates a lower over-
potential of 135 mV at a current density of 10 mA cm�2 as
compared to recently disclosed non-precious metal electro-
catalysts as shown in Table S3† and Fig. 4e. We estimated the
electrochemically active surface area (ECSA) of ZCS@rGO/CC,
CS@rGO/CC, and GO/CC catalysts by calculating the electro-
chemical double-layer capacitance (Cdl). The Cdl values were
calculated by measuring CV curves with different scan rates in
the non-faradaic region, as presented in Fig. 5a–d. The double-
layer capacitance (Cdl) value of ZCS@rGO/CC was �0.032 mF
cm�2, which is higher than those of CS@rGO (0.0027 mF
cm�2) and GO (0.0016 mF cm�2) catalysts. The calculated
ESCA value of ZCS@rGO/CC (8.01 cm�2) catalyst demonstrates
the existence of a greater number of electroactive sites in
ZCS@rGO. Furthermore, the ZCS@rGO/CC had a higher
turnover frequency (TOF) value of 0.0813 s�1 at 302 mV, which
is greater than that of the CS@rGO/CC (0.0129 s�1) catalyst, as
shown in Fig. 5e. These results further conrm that the hier-
archical structure of zinc cobalt suldes on reduced graphene
sheet provides more active sites for HER.61

The long-term durability of ZCS@rGO/CC catalyst was
examined using chronopotentiometry at 10mA cm�2 in alkaline
1.0 M KOH for 36 h. The results indicated that there were no
signicant changes in potential aer 36 h, which conrms the
high catalytic stability of the ZCS@rGO/CC catalyst (Fig. 4f). In
contrast, the CS@rGO/CC catalyst exhibited a signicant
change in potential aer 36 h, as shown in Fig. S10.†
J. Mater. Chem. A, 2022, 10, 1999–2011 | 2005
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Fig. 4 HER performance. (a) Comparative LSV curves, (b) bar chart exhibiting HER overpotential at 10 mA cm�2 and (c) Tafel slope of ZCS@rGO,
CS@rGO, GO, and Pt–C in 1.0 M KOH. (d) EIS spectrum of ZCS@rGO, CS@rGO, and GO. (e) The comparison of overpotential of ZCS@rGO with
recently reported electrocatalysts and (f) long-term chronopotentiometry curves of ZCS@rGO and Pt–C at 10 mA cm�2.
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Fig. 6a shows LSV curves of ZCS@rGO/CC catalyst before and
aer 1000 cycles of CV in 1.0 M KOH solution (Fig. S11† (inset
image of SEM)). The results indicated that there is a small
difference in potential at a current density of 10 mA cm�2,
showing the improved stability of the ZCS@rGO/CC catalyst for
HER. The HER stability test for the optimum ZCS@rGO/CC
catalyst was achieved through multi-step chro-
nopotentiometry. Fig. 6b displays the multi-step
2006 | J. Mater. Chem. A, 2022, 10, 1999–2011
chronopotentiometry curve of ZCS@rGO/CC catalyst recorded
at different current densities from 10 to 80 mA cm�2 with a one-
hour time interval for each step. The results display that initially
the potential has a slight change at the current density of 10–20
mA cm�2, but there were no signicant changes in potential at
current densities of 30–80 mA cm�2 over 8 h. This result
conrms the ZCS@rGO/CC catalyst has excellent mass trans-
port properties and stability of electrode.52
This journal is © The Royal Society of Chemistry 2022

https://doi.org/10.1039/d1ta08224h


Fig. 5 CV curves with different scan rates from 20–100mV s�1 (a) GO/CC, (b) CS@rGO/CC, and (c) ZCS@rGO/CC. (d) Double-layer capacitance
measurements (scan rate from 20 to 100 mV s�1) of ZCS@rGO, CS@rGO, and GO. (e) The comparative table for electrochemical properties of
ZCS@rGO, CS@rGO, and GO.
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Aer the durability test, we investigated the morphology
changes and chemical states of ZCS@rGO/CC catalyst
through FE-SEM, TEM, and XPS analyses. Aer the durability
test, morphology changes of ZCS@rGO/CC catalyst were
investigated through SEM and TEM analyses, as shown in
Fig. S12 and S13.† Fig. S12† shows the SEM images of the
ZCS@rGO/CC, and there is a change of sphere-like hierar-
chical structure aer the durability test. SEM-EDAX elemental
mapping (Fig. S12c and d†) of ZCS@rGO/CC conrms the
existence of Zn, Co, S, and C in ZCS@rGO catalyst aer
durability test. Additionally, TEM images of the zinc cobalt
sulde supported carbon cloth show ZCS is agglomerated on
rGO sheet and good crystallinity with a d-space value of
0.197 nm belonging to (220) planes of ZCS@rGO catalyst, as
This journal is © The Royal Society of Chemistry 2022
shown Fig. S13a.† Furthermore, HR-TEM-EDAX elemental
mapping (Fig. S13d and e†) revealed the existence of Zn, Co, S,
and C in ZCS@rGO catalyst aer durability testing. Aer
durability, the EDS spectra SEM (inset table in Fig. S12d†) and
TEM of ZCS@rGO (inset table in Fig. S13e†) catalyst shows
that zinc, cobalt, and sulfur contents were gradually reduced
as compared to before durability test, which demonstrates the
conversion of sulde to sulfur oxides with a slight dissolution
of the catalyst during the durability test.62 Furthermore, we
investigated the chemical composition of ZCS@rGO catalyst
by using XPS analysis aer durability tests (Fig. S14†), which
shows the intensity of Co 2p and Zn 2p peaks were reduced
and the S 2p peaks conrmed the oxidation of sulfur during
hydrogen evolution (see Fig. S14†). Additionally, the element
J. Mater. Chem. A, 2022, 10, 1999–2011 | 2007
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Fig. 6 HER durability test. (a) LSV curve of ZCS@rGO catalyst for before and after 1000 cyclic voltammograms at 100 mV s�1in 1.0 M KOH. (b)
Multi-step chronopotentiometry curve at 10–80mA cm�2, (c) digital photograph display of H2 gas evolution, and (d) faradaic efficiency of HER by
using ZCS@rGO/CC.
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composition (atomic %) of ZCS@rGO was gradually reduced
aer the durability test, as shown in the inset table of
Fig. S14f.† This result conrms the adsorption of OH active
spices on the surface of the ZCS@rGO catalyst.61 The effi-
ciency of hydrogen evolution was measured by calculating the
faradaic efficiency of the ZCS@rGO/CC catalyst through the
water displacement method, as shown in Fig. 6c. Fig. 6d
shows that the faradaic efficiency of H2 evolution by
ZCS@rGO catalyst was 93.74%.
3.3 Computational methodology and results

To get a better understanding of the catalytic performance of
ZCS@rGO, DFT calculations were used to investigate the HER
mechanism of Co3S4 and ZnCo2S4. The DFT calculation was
performed by using the Vienna ab initio simulation package
soware (VASP). Initially, structural optimization was carried out
in order to nd the best catalyst structures, which are schemati-
cally represented in Fig. S18.† Fig. S15† shows the density of states
(DOS) of CS and ZCS, and the results display the highest charge
density near the Fermi level, demonstrating a large number of
charge carriers. The DOS distribution of ZCS near the Fermi
surface increases the electron transfer and good H* adsorption
ability of sphere-like hierarchical ZCS in the prepared catalyst.63–65
2008 | J. Mater. Chem. A, 2022, 10, 1999–2011
We investigated the Gibbs free energy value (DGH*) of
ZnCo2S4 adsorbed with H atoms to describe the HER mech-
anism.66 Based on a previous report, we evaluated the
detailed DGH values of ZnCo2S4 and Co3S4 to understand the
HER catalytic activity. Stable congurations for the adsorp-
tion of H atoms on the spinel Co3S4 and ZnCo2S4 systems are
shown in Fig. 7. As shown in Fig. 7a, b and S16,† the hydrogen
atoms are adsorbed on the surface of the S atom of Co3S4 to
form H*-Co3S4. The H2 adsorption occurs similarly in
ZnCo2S4 to form H*-ZnCo2S4, as Fig. 7c, d, and S17† portray.
Based on the DFT calculations, formation energy values are
listed in Fig. S18 and Table S2,† and DGH values for H*-Co3S4
and H*-ZnCo2S4 were determined to be 0.894 eV and
�0.329 eV for the adsorption of H atoms on S sites, respec-
tively. Further, the optimized electronic structures are shown
in Fig. 7e and f for Co3S4 and ZnCo2S4 electrocatalysts. Fig. 7g
displays the calculated free energy values (DGH*) for
hydrogen adsorption on ZnCo2S4 and Co3S4. In theoretical
HER estimation, change in Gibbs free energy during
hydrogen adsorption (DGH*) is considered as one of the
crucial parameters. The electrocatalyst materials are ex-
pected to show excellent HER activity when the DGH* is close
to 0 eV. Based on the DFT results, hydrogen atoms prefer to
This journal is © The Royal Society of Chemistry 2022

https://doi.org/10.1039/d1ta08224h


Fig. 7 DFT calculations. The side view of (a) Co3S4 and (b) H*-Co3S4 nanostructure, side view of (c) ZnCo2S4 and (d) H*-ZnCo2S4, spinel structure
of (e) Co3S4 and (f) ZnCo2S4 (navy, yellow, orange, and red balls represent Co, S, Zn, and H atoms, respectively). (g) The HER Gibbs free energy
profiles for the different active sites at Co3S4 and ZnCo2S4.

Paper Journal of Materials Chemistry A

Pu
bl

is
he

d 
on

 2
5 

 2
02

1.
 D

ow
nl

oa
de

d 
on

 1
6/

10
/2

02
5 

23
:1

3:
42

. 
View Article Online
adsorb on the S atoms of Co3S4 and ZnCo2S4 layers. We
observed that the excellent activity of the spinel ZnCo2S4 as
compared to Co3S4 was mainly due to the fact that Zn atoms
occupy Td sites and Co atoms occupy Oh sites. Therefore, it
can be inferred that the transition metal sulde system
enhances H2 evolution behavior, as a result improving the
catalytic efficiency for HER.

4. Conclusion

In summary, we have successfully grown hierarchical ZCS on
rGO through a two-step hydrothermal method. The
morphology, chemical and physical properties of ZCS@rGO
catalyst were investigated using various analytical techniques,
including SEM, TEM, XRD, XPS, XAS, and BET analyses, which
support the formation of a hierarchical morphology of ZCS on
rGO sheets. The key parameters of the hierarchical ZCS@rGO
catalyst provided a large surface area with more exposed elec-
trocatalytic active sites and improved the interfacial interac-
tions between hierarchical ZCS and the rGO sheet. As a result,
the hierarchical ZCS@rGO catalyst showed low overpotential
(135 mV at 10 mA cm�2), Tafel slope value (47 mV dec�1), and
outstanding durability as compared to CS@rGO catalyst in
alkaline medium. Further, we evaluated the electronic structure
and HER mechanism of ZCS using DFT calculations. Thus, the
present work paves the way to the development of high surface
area, hierarchical structured, bimetal sulde-based electro-
catalysts for green production of hydrogen gas via water
electrolysis.
This journal is © The Royal Society of Chemistry 2022
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