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ct regulating room temperature
phosphorescence in hybrid metal halide glasses
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Ying Liu, Zhuangzhuang Ma, Xu Chen, Yanbing Han, Yongtao Tian,
Xinjian Li and Zhifeng Shi *

Room-temperature phosphorescence (RTP) in hybrid metal halide glasses offers promising applications in

optoelectronics and anti-counterfeiting, yet achieving tunable RTP properties remains challenging. Here,

we report a solvent-assisted rapid evaporation method to synthesize a series of zero-dimensional (0D)

butyltriphenylphosphonium-based (BuTPP+) hybrid metal halide glasses with the composition

(BuTPP)2MCl2X2 (M = Zn, Cd; X = Cl, Br, I). By incorporating optically inert heavy-atom-containing metal

halide units [MCl2X2]
2−, we demonstrate precise regulation of RTP lifetimes via the heavy-atom effect,

with lifetimes decreasing from 608.6 ms for (BuTPP)2ZnCl4 to 146 ms for (BuTPP)2CdCl2Br2 as the

atomic number of inorganic metal halide units increases. Notably, when the atomic number exceeds 170

(e.g., [ZnCl2I2]
2− and [CdCl2I2]

2−), self-trapped exciton (STE) emissions dominate, completely suppressing

organic afterglow. Furthermore, (BuTPP)2ZnCl4 glass exhibits excitation-dependent multicolor

phosphorescence due to aggregate cluster luminescence. These glasses showcase dual-mode emissions

(RTP/STE) and are successfully applied in shape-controllable anti-counterfeiting and high-resolution X-

ray scintillation imaging (10 lp mm−1). This work provides a facile vitrification strategy and design

principles for hybrid RTP materials with tailored photophysical properties.
1 Introduction

Room temperature phosphorescence (RTP) is a fascinating
optical phenomenon characterized by long-lived emission that
can persist from several microseconds to even seconds under
ambient conditions aer the cessation of excitation.1–4 Owing to
its distinct photophysical features, such as extended lumines-
cence decay lifetime and large Stokes shi, it has garnered
signicant attention for a wide range of applications, including
anti-counterfeiting, bioimaging, and light-emitting devices.5–8

Over the last few years, pure organic phosphors have been
extensively studied due to their tunable molecular structures,
easy modication and processing, excellent biocompatibility,
and high mechanical exibility.1,3,9–11 Nevertheless, the intrinsic
weak spin–orbit coupling (SOC) effect and low radiative
recombination rate of organic phosphors lead to low phos-
phorescence efficiency, which limits their practical
applications.

Recently, zero-dimensional (0D) organic–inorganic hybrid
metal halides have emerged as promising candidates for RTP
materials by integrating the advantages of both organic and
inorganic constituents.12–19 In particular, the intrinsic RTP
characteristics arising from triplet excitons of organic cations
inistry of Education, School of Physics,

hina. E-mail: shizf@zzu.edu.cn
contribute signicantly to the diversication of luminescent
properties of hybrid metal halides. Meanwhile, the optically
inert metal halide units provide a rigid structural framework
and introduce the heavy-atom effect, which effectively enhances
the aerglow emission of the organic components in these
hybrid metal halides.12,13 Beneting from these combined
optical and structural merits, 0D organic–inorganic hybrid
metal halides are considered to be one of the most desirable
RTP materials. For example, Ma et al. reported a series of 0D
TPP2ZnX4 (X = Cl, Br) exhibiting efficient RTP with tunable
lifetimes ranging from 215.5 to 37.2 ms.13 Similarly, Yan and co-
workers developed a 0D (Ph4P)2Cd2Br6, which demonstrates
excellent luminescent stability over a broad temperature range
(100–320 K), along with a high RTP quantum yield of 62.79%
and a lifetime of 37.85 ms.15 To date, hybrid metal halide RTP
materials have predominantly existed in the form of single
crystals and powders.12,13 However, these forms suffer from poor
processability, and face challenges in constructing large-scale,
shape-controllable devices required for practical applications.

Hybrid metal halide glasses, are an emerging class of lumi-
nescent materials, offer distinct advantages over their crystal-
line counterparts.14,20–22 Notably, they feature high transparency,
excellent processability, high mechanical rigidity and dura-
bility, making them highly attractive in photonic elds.20,21 In
addition, the closely packed three-dimensional (3D) networks in
these hybrid glasses provide a rigid and conned
© 2026 The Author(s). Published by the Royal Society of Chemistry
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microenvironment that effectively suppresses non-radiative
relaxation of triplet excitons, thereby promoting RTP.21,23–25

Moreover, hybrid glasses can serve as prospective host matrices
with high structural tolerance, enabling the incorporation of
various metal halide structural units.20,22,26–28 For example, the
emissive metal halide structure units, such as [MnBr4]

2− tetra-
hedrons and [SbCl5]

2− pyramids, have been successfully incor-
porated into the hybrid glasses, exhibiting bright green and
orange emissions, respectively.20,22,26,29 However, as long as the
emissive metal halide units are present in 0D hybrid glasses, the
energy transfer from organic triplet states to inorganic emission
centers with shorter lifetimes will occur, as a result, the aer-
glow emission of organic components is suppressed in these
glasses. Therefore, introducing the optically inert metal halide
units to them is benecial to realize the RTP in 0D hybrid metal
halide glasses. Furthermore, these hybrid glasses provide an
excellent platform for tuning the intrinsic RTP properties of
organic cations by leveraging the heavy-atom effect of inert
inorganic metal halide units.13 However, the on-demand
manipulation of RTP properties to achieve desirable phospho-
rescent performance remains a formidable challenge. There-
fore, in depth studies on how inorganic heavy-atom units
inuence the RTP properties of organic components are
essential for the rational design of advanced RTP materials.

However, the fabrication of glassy hybrid metal halides
remains challenging due to their relatively weak glass-forming
ability.30–32 This limitation primarily arises from the prema-
ture dissociation of organic components before the melting of
precursors using the mainstream melt-quenching method, as
well as a strong propensity for recrystallization during the
quenching process.32 Consequently, the development of alter-
native vitrication strategies, particularly those that circumvent
the melting process, is of great signicance for advancing
multifunctional hybrid metal halide glasses.

In this work, we present a facile solvent-assisted rapid
evaporation method to synthesis a series of 0D
butyltriphenylphosphonium-based (BuTPP+) hybrid metal
halide glasses with a well-dened composition of (BuTPP)2-
MCl2X2. The BuTPP

+ is selected as the organic cation, due to its
characteristic long-lived phosphorescence emission, a series of
optically inert, heavy-atom-containing metal halide anions
[MCl2X2]

2− (such as [ZnCl4]
2−, [CdCl4]

2−, [ZnCl2Br2]
2−, [CdCl2-

Br2]
2−, [ZnCl2I2]

2−, and [CdCl2I2]
2−), are introduced to tune the

RTP properties of (BuTPP)2MCl2X2 glasses. Signicantly, as the
atomic number of inorganic metal halide units increases, the
phosphorescence decay lifetime of the triplet state of BuTPP+

gradually decreases due to the heavy-atom effect. More impor-
tantly, when the atomic number of inorganic metal halide unit
exceeds 170, (BuTPP)2MCl2X2 glasses (as in the cases of
[ZnCl2I2]

2−, and [CdCl2I2]
2−) exhibit the self-trapped exciton

(STE) emissions with faster decay lifetimes, while the aerglow
emission of BuTPP+ is completely suppressed. Interestingly,
aggregate cluster luminescence is observed in (BuTPP)2ZnCl4
glass, exhibiting excitation-dependent multicolor phosphores-
cence. These novel 0D hybrid metal halide glasses, featuring
both long-lived RTP and short-lived STE emissions, are
demonstrated in applications such as shape-controllable anti-
© 2026 The Author(s). Published by the Royal Society of Chemistry
counterfeiting and X-ray scintillation imaging. Fig. 1d summa-
rized the key features of this study. This work not only provides
an effective strategy for synthesizing hybrid metal halide glasses
but also offers valuable insights for designing hybrid RTP
materials with tunable photophysical properties.

2 Results and discussion

In this work, we present a solvent-assisted rapid evaporation
method that bypasses the conventional melting process for the
fabrication of glass materials. As a representative system,
(BuTPP)2ZnCl4 was selected to investigate the glass formation
behavior (Fig. 1a). In a typical synthesis, BuTPPCl and ZnCl2
precursors at a 2 : 1 molar ratio were dissolved in a mixed
solvent of dimethyl sulfoxide (DMSO) and deionized water,
yielding a homogeneous and transparent precursor solution.
This solution was then transferred to a glass dish and heated to
200 °C, triggering rapid solvent evaporation. The glass forma-
tion process proceeds through the following three distinct
stages: (1) solution concentration: initially, at 200 °C, rapid
solvent evaporation reduces the solvent content, drawing the
building blocks into closer proximity and facilitating non-
covalent interactions such as hydrogen bonding and ionic
interactions. (2) Viscoelastic transition: continued evaporation
increases the solution's viscosity, transitioning it into a visco-
elastic glassy liquid analogous to a supercooled liquid in the
melt-quenching process (Fig. S1a).33 This elevated viscosity
kinetically inhibits crystallization by limiting molecular
mobility. (3) Vitrication: ongoing solvent removal ultimately
yields a homogeneous, transparent glass with a diameter of
6 cm (Fig. 1b). This strategy enables the rapid and straightfor-
ward synthesis of a series of hybrid metal halide glasses with
high transparency and tunable RTP properties by incorporating
various optically inert metal halide units (Fig. 1c). Control
experiments reveal that slower evaporation at room tempera-
ture leads to crystallization of (BuTPP)2ZnCl4 (Fig. 1a), under-
scoring the critical role of evaporation rate in achieving
vitrication.

The synthesis route followed the same procedure as that for
the (BuTPP)2ZnCl4 glass, except that ZnCl2 was excluded. In this
case, glass formation was not achieved, and the material crys-
tallized instead (Fig. S1b), indicating that the A-site organic
molecules alone cannot form a glassy phase. Additionally, we
attempted to directly prepare the glass by uniformly mixing
BuTPPCl and ZnCl2, followed by heating the mixture to 200 °C.
However, as shown in Fig. S1c, the mixture did not fully melt
under these conditions, and no transparent glass was obtained
aer cooling to room temperature, indicating that the conven-
tional direct melt-quenching method is insufficient to achieve
vitrication in this system. The glass-forming ability of P-ZnCl2
can be attributed to three main factors: (1) Hydrogen bonding
interactions: strong multiple hydrogen bonds among DMSO,
H2O, BuTPP

+, and [ZnCl4]
2− stabilize the disordered network.

Rapid solvent evaporation prevents molecular rearrangement,
favoring glass formation.33 (2) Bulky organic cations: the glass-
forming ability is strongly correlated with crystallization resis-
tance. Incorporating large organic cations with high steric
Chem. Sci., 2026, 17, 500–510 | 501
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Fig. 1 (a) Schematic diagram of illustrating the controllable synthesis of P-ZnCl2 glass and crystal via the solvent-assisted rapid and slow
evaporation method. The left side shows the crystal structure of P-ZnCl2 single crystal, and the right side shows the amorphous molecular
structure of P-ZnCl2 glass. (b) Photographs of P-ZnCl2 glass with a diameter of 6 cm under ambient light, UV irradiation (365 nm), and UV off. (c)
Photographs of P-CdCl2, P-ZnBr2, P-CdBr2, P-ZnI2, and P-CdI2 glasses under ambient light, UV irradiation (365 nm), and UV off. (d) The typical
features of the (BuTPP)2MCl2X2 glasses.

Chemical Science Edge Article

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

3 
st

ud
en

og
 2

02
5.

 D
ow

nl
oa

de
d 

on
 2

1.
2.

20
26

. 1
1:

05
:5

2.
 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online
hindrance effectively suppresses crystallization.22 Previous
studies have shown that small cations promote nucleation and
crystallization during quenching, whereas bulky cations favor
glass formation.26 In this work, bulky organic cations BuTPP+,
containing three benzene rings and one branched group,
provides signicant steric hindrance that inhibits crystalliza-
tion. (3) High viscosity: the high viscosity of the glass liquid
further restricts the movement of organic and inorganic
species, preventing crystallization during quenching. These
three factors collectively enable the successful formation of the
P-ZnCl2 glass.

Fig. 1b and c show images of the as-prepared (BuTPP)2ZnCl4
(abbreviated as P-ZnCl2), (BuTPP)2CdCl4 (P-CdCl2), (BuTPP)2-
ZnCl2Br2 (P-ZnBr2), (BuTPP)2CdCl2Br2 (P-CdBr2), (BuTPP)2-
ZnCl2I2 (P-ZnI2), and (BuTPP)2CdCl2I2 (P-CdI2) glasses under
ambient light, ultraviolet (UV) irradiation (365 nm), and UV off.
Upon UV irradiation, P-ZnCl2, P-CdCl2, P-ZnBr2, and P-CdBr2
exhibit bright white-light emission, whereas P-ZnI2 and P-
CdI2show cyan emission. Notably, once the UV lamp is turned
off, the emissions disappeared immediately for P-ZnI2 and P-
CdI2 glasses, while the green aerglow emissions from P-ZnCl2,
P-CdCl2, P-ZnBr2, and P-CdBr2 were observed with naked eyes.
These observations highlight the critical inuence of the heavy-
atom effect from the inorganic metal halide units on the
emission characteristics, particularly in modulating RTP
502 | Chem. Sci., 2026, 17, 500–510
behavior in hybrid metal halide glasses. The crystal structure of
P-ZnCl2 single crystals was determined by single-crystal X-ray
diffraction (SCXRD). As shown in Fig. 1a, P-ZnCl2 crystal crys-
tallizes in the orthorhombic space group Pca21, in which the
[ZnCl4]

2− tetrahedrons are completely isolated from each other
and periodically embedded in the matrix of large organic
cations BuTPP+, forming a 0D crystal structure at the molecular
level. The Zn2+ ion adopts a typical tetrahedral coordination
geometry, bonded to four Cl atoms with an average Zn–Cl bond
length of 2.28 Å and an average Cl–Zn–Cl bond angle of 109.47°,
consistent with previously reported [ZnCl4]

2− tetrahedrons in
other Zn-based metal halides.16,17 More detailed crystal diffrac-
tion data are summarized in Table S1.

The formation of P-ZnCl2 glass was conrmed by powder X-
ray diffraction (PXRD). As shown in Fig. 2a, in contrast to the
crystal counterpart that displays sharp characteristic diffraction
peaks, the as-prepared P-ZnCl2 glass exhibits a broad diffuse
diffraction band, indicating the highly disordered amorphous
structure.20 To further investigate the organic molecular struc-
ture within the P-ZnCl2 glass, Fourier transform infrared (FTIR)
and proton nuclear magnetic resonance (1H NMR) spectroscopy
were conducted. The FTIR spectra of the P-ZnCl2 glass and
crystal samples are nearly identical (Fig. 2b), suggesting that the
chemical structure of the organic cations BuTPP+ remains intact
aer vitrication. Specically, the absorption bands between
© 2026 The Author(s). Published by the Royal Society of Chemistry
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Fig. 2 (a) PXRD patterns of P-ZnCl2 glass and crystal. (b) FTIR spectra of P-ZnCl2 glass and crystal. (c) 1H NMR spectra of P-ZnCl2 glass and
BuTPPCl molecule. (d) Raman spectra of P-ZnCl2 glass and crystal. (e) High-resolution XPS spectra of Zn 2p, P 2p, and Cl 2p in P-ZnCl2 glass. (f)
SEM image and EDS elemental mapping of P, Zn, and Cl in P-ZnCl2 glass.
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400 and 1600 cm−1 are assigned to the C–H stretching vibra-
tions of phenyl rings, while the peaks near 3000 cm−1 corre-
spond to the sp3-hybridized C–H bonds in butyl chains.34

Additionally, a broad band centered at 3470 cm−1 is attributed
to the O–H group vibrations, indicating the presence of
hydrogen bonding interactions within the glass matrix.2 The 1H
NMR spectrum further conrms the structural integrity of
organic cations BuTPP+ in P-ZnCl2 glass, as shown in Fig. 2c.
Aer excluding the signals from the solvent ((CD3)2SO) and
water (H2O), the spectrum of P-ZnCl2 glass exhibits four distinct
proton environments. These are attributed to aromatic protons
(d1 = 7.5–8.1 ppm), and adjacent to the triphenylphosphonium
core protons (d2 = 3.4–3.7), interstitial protons (d3 = 1.3–1.7),
and terminal protons (d4 = 0.7–1.0) of the butyl chain, with
integration areas of 15.00, 2.00, 4.00, and 3.00, respectively. The
integration ratio of 15 : 2:4 : 3 is consistent with the theoretical
proton counts, conrming that the structure of organic cations
BuTPP+ is preserved during glass formation.35

Raman spectroscopy was employed to investigate the
chemical bonding characteristics in P-ZnCl2 glass. As shown in
Fig. 2d, the nearly identical peak patterns in the Raman spectra
for both the glass and crystal phases further conrm the simi-
larity in the chemical environment of their inorganic [ZnCl4]

2−

tetrahedrons. Clearly, the Raman spectrum of the P-ZnCl2 glass
retains the characteristic vibrational features associated with
both the inorganic [ZnCl4]

2− tetrahedrons and the carbon
backbone structure of organic cations BuTPP+ (Fig. 2d). In
detail, the Raman shi in the 50–300 cm−1 range corresponds
© 2026 The Author(s). Published by the Royal Society of Chemistry
to the Zn–Cl bond stretching vibrations from the [ZnCl4]
2−

tetrahedrons,36 while the 500–1700 cm−1 range is assigned to
the alkyl C–C bonds vibrations from the organic cations
BuTPP+, including a prominent benzene ring vibration mode at
1000 cm−1.34 Moreover, to conrm the chemical composition
and valence states of the elements in P-ZnCl2 glass, X-ray
photoelectron spectroscopy (XPS) measurements were carried
out and revealed the existence of P, Zn, and Cl elements in the P-
ZnCl2 glass. As shown in Fig. 2e, the high-resolution Zn 2p
spectrum displays double characteristic peaks at 1044.8 eV (2p1/
2) and 1021.7 eV (2p3/2) with an energy separation of 23.1 eV,
demonstrating the divalent state of Zn in the P-ZnCl2 glass.16 In
addition, the corresponding binding energies of P 2p and Cl 2p
spectra are consistent with the characters of P+ and Cl− in the P-
ZnCl2 glass.37,38 These complementary spectroscopic analyses
provide conclusive evidence for the successful formation of P-
ZnCl2 glass, clearly demonstrating that both the structural
integrity of the organic cation BuTPP+ and the characteristic
tetrahedral coordination geometry of the inorganic [ZnCl4]

2−

anions are well-preserved in the resulting amorphous phase.
The micromorphology and elemental distribution of the as-

prepared P-ZnCl2 glass were further characterized using scan-
ning electron microscopy (SEM) and energy-dispersive X-ray
spectroscopy (EDS). As shown in Fig. 2f, the SEM image
reveals a compact and smooth surface, indicating a high-quality
amorphous phase. EDS elemental mapping conrms the
homogeneous distribution of P, Zn, and Cl throughout the P-
ZnCl2 glass. Moreover, the quantitative EDS elemental analysis
Chem. Sci., 2026, 17, 500–510 | 503
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yields an average atomic ratio of P : Zn : Cl= 27.87 : 56.56 : 15.57
(Fig. S2), which is consistent with the stoichiometric ratio of P-
ZnCl2. This characteristic surface structure effectively mini-
mizes light scattering caused by surface pores or crystal
boundaries, thereby contributing to the high optical trans-
parency of the glass.20 The thermal behavior of P-ZnCl2 glass
was evaluated using thermogravimetric analysis (TGA) and
differential scanning calorimetry (DSC). As shown in the TGA
curve (Fig. S3), the P-ZnCl2 glass exhibits a high decomposition
temperature (Td) of 280 °C, demonstrating its excellent thermal
stability. The glass transition temperature Tg is the character-
istic temperature at which an amorphous material transitions
from a hard and brittle glassy state to a so and rubbery or
viscous supercooled liquid state upon heating. The DSC curve
reveals a clear glass transition temperature (Tg) at 49.5 °C
(Fig. S4), further conrming the successful vitrication of the
material and its amorphous nature.27 From a practical
perspective, it is worth noting that further enhancement of the
Tg in hybrid metal halide glasses represents an essential
direction for future research to improve their thermal stability
and broaden their potential applications. As shown in Fig. S5,
the ultraviolet-visible (UV-vis) absorption spectra of these
hybrid metal halide glasses exhibit strong absorption in the
range of 200–400 nm, consistent with their appearance under
natural light. The high energy absorption peaks at around
276 nm can be attributed to the p–p* transitions of the phenyl
moieties in the BuTPP+ cations.12 The observed low energy
absorption bands spanning 300–410 nm can be attributed to
the intermolecular charge transfer state, with these UV-vis
absorption characteristics demonstrating the coexistence of
multiple distinct electronic transition processes.12 Moreover,
these hybrid metal halide glasses display only a broad peak
(Fig. S6), conrming their fully amorphous structure, which
arises from random molecular arrangements within the glass
matrix.14

The resulting six hybrid metal halide glasses exhibit high
optical transparency, as shown in Fig. 3a, with over 80%
transmittance in the range of 400–800 nm. To investigate how
the metal halide species inuence RTP behavior, the photo-
physical properties of these glasses were systematically studied.
The prompt and delayed (acquired aer 5 ms of excitation) PL
spectra were recorded under 300 nm excitation (Fig. 3b). As
shown in Fig. S7, the organic molecule BuTPPCl exhibits dual-
band emission characteristics, featuring a uorescence peak
at 337 nm with a short lifetime of 1.87 ns, and a phosphores-
cence peak at 492 nm with a longer lifetime of 1032 ms.13 Upon
incorporating BuTPP+ with optically inert metal halide units
(such as [ZnCl4]

2−, [CdCl4]
2−, [ZnCl2Br2]

2−, and [CdCl2Br2]
2−),

the resulting four hybrid metal halide glasses display prompt PL
spectra similar to that of organic molecule BuTPPCl, with only
slight variations in uorescence and phosphorescence intensi-
ties and peak positions (Fig. 3b). The delayed PL spectra of these
hybrid glasses also show the same phosphorescence proles as
BuTPPCl, indicating that the aerglow emissions originate
primarily from the organic cations BuTPP+. Time-resolved PL
decay curves show that the emission lifetimes of the four hybrid
glasses, monitored at 492 nm, decrease signicantly with the
504 | Chem. Sci., 2026, 17, 500–510
incorporation of heavier metal halide species (Fig. 3c). Speci-
cally, as shown in Fig. 3d, the PL decay lifetimes decrease from
608.6 ms for P-ZnCl2 to 550.3 ms for P-CdCl2, 179.8 ms for P-
ZnBr2, and 146 ms for P-CdBr2. This reduction in phosphores-
cence lifetime is attributed to the heavy-atom effect: the inclu-
sion of heavier metal halide units enhances spin–orbit
coupling, which in turn facilitates intersystem crossing (ISC)
rate kISC from 5.69 × 107 s−1 to 8.32 × 107 s−1 (Table S2).13 As
a result, the radiative decay rate kp from the triplet state is
accelerated (Table S2), leading to shorter phosphorescence
lifetimes.39 The uorescence lifetimes of these hybrid metal
halide glasses are shown in Fig. S8. The luminescence kinetic
parameters of these hybrid glasses are summarized in Table S2.

Further density functional theory (DFT) calculation was
performed to rationally predict the energy gaps among the
ground state (S0), singlet (S1) and triplet (T1) states, which can
be used to evaluate the heavy-atom effect and ISC rate.
According to the perturbation theory, the ISC rate is inversely
proportional to the energy gap between singlet and triplet
excited state, that is, small energy gap is in favor of ISC rate.
Based on the calculated excited structures (Fig. S9), the energy
gap between S1 and T1 of P-ZnBr2 (0.164 eV) is smaller than that
of P-ZnCl2 (0.566 eV), indicating that the reduced gap in P-ZnBr2
facilitates ISC and enhances phosphorescence generation.
Similarly, the energy gap between S1 and T1 of P-CdBr2 (0.321
eV) is smaller than that of P-CdCl2 (0.632 eV). Moreover, the
calculated SOC coefficients between S1 and T1 in (BuTPP)2-
MCl2X2 increase with the atomic number of the inorganic metal
halide units, suggesting that heavier inorganic metal halide
units induce stronger SOC interactions and thus higher ISC
rates. These theoretical results clearly demonstrate that the
incorporation of inorganic metal halide units introduces
a pronounced heavy-atom effect, promoting ISC and enabling
efficient phosphorescence generation in (BuTPP)2MCl2X2

glasses, which is consistent with the experimental observations.
The pronounced heavy-atom effect from the inorganic metal
halide species provides a reliable approach for predicting and
tuning the phosphorescence lifetimes. The modulation of
inorganic metal halide species in 0D hybridmetal halide glasses
is an effective strategy to design RTP materials with anticipated
phosphorescence lifetimes. Based on this strategy, we deliber-
ately selected [SrCl4]

2− with an atomic number of 106 as an
intermediate between [ZnCl4]

2− and [CdCl4]
2− to construct

(BuTPP)2SrCl4 (P-SrCl2) glass, anticipating an intermediate
phosphorescence lifetime. Remarkably, the prepared P-SrCl2
glass not only retained the characteristic dual-band emission of
BuTPPCl but also exhibited a phosphorescence lifetime of 592
ms (Fig. S10), perfectly matching our predicted lifetime range
(Fig. 3d), thereby validating our design principle.

Distinct from the triplet phosphorescence spectrum char-
acterized by three sublevels, the broad Gaussian-shaped prompt
PL emission, large Stokes shi, and microsecond lifetimes
observed in P-ZnI2 and P-CdI2 glasses (Fig. 3b and c), which are
characteristic features of STE emission.40–42 The identical
wavelength-dependent PLE and PL spectra further conrm that
these PL emissions originate from the relaxation of the same
excited state (Fig. S11 and S12).43 Additionally, the PL intensities
© 2026 The Author(s). Published by the Royal Society of Chemistry
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Fig. 3 (a) Transmittance spectra of (BuTPP)2MCl2X2 glasses. (b) The prompt and delayed PL spectra of (BuTPP)2MCl2X2 glasses. (c) Time-resolved
phosphorescence decay curves of (BuTPP)2MCl2X2 glasses. (d) The phosphorescence lifetimes of (BuTPP)2MCl2X2 glasses as a function of atomic
number of [MCl2X2]

2− in (BuTPP)2MCl2X2 glasses.
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of P-ZnI2 and P-CdI2 glasses gradually increase with decreasing
temperature (Fig. S13a and S14a). Meanwhile, the thermal
activation energy (Ea) is considered to evaluate the exciton
binding energy, which can be estimated by Arrhenius equa-
tion.38 The Ea values for P-ZnI2 and P-CdI2 were calculated to be
67.18 and 66.16 meV (Fig. S13b and S14b), respectively. The
high values of Ea in both samples indicate the formation of
stable STEs. Due to the strong and fast nature of STE emission,
it dominates the prompt PL spectra (Fig. 3b).

Based on the above results, the possible energy transfer
pathways are illustrated in Fig. 4. The excited state energy levels
and emission energy levels are calculated based on the excita-
tion and emission wavelengths of these materials (Fig. S15). As
for organic molecule BuTPPCl, photoexcitation promotes elec-
trons to the singlet state S1, from which some electrons relax to
Fig. 4 Schematic illustrations of the excited states alignments, energy tra

© 2026 The Author(s). Published by the Royal Society of Chemistry
the ground state S0, producing uorescence. Others undergo an
ISC process to the triplet states (T1, T2, T3), resulting in aer-
glow emission. For P-ZnCl2, P-CdCl2, P-ZnBr2, and P-CdBr2, the
observed triplet phosphorescence originates not only from the
singlet state of organic cation BuTPP+, but also from the energy
transfer involving the inorganic metal halide units. As shown in
Fig. S7a, the delayed PL spectra of BuTPPCl molecule reveal
three triplet sublevels (T1, T2, and T3), with the T2 emission
located at 492 nm. The excitation spectrum monitored at
492 nm matches that of the singlet state (Fig. S7b), indicating
that the triplet emission in BuTPPCl primarily arises from the
singlet state. Upon incorporation of ZnCl2, the resulting P-ZnCl2
glass exhibits a similar triplet phosphorescence prole to that of
BuTPPCl (Fig. 3b). However, the excitation spectrum monitored
at 492 nm for the triplet emission not only overlaps with the
nsfer and relaxation paths of excited states in (BuTPP)2MCl2X2 glasses.
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singlet state excitation spectrum but also displays an additional
low-energy broadband excitation peak at 426 nm (Fig. S15a),
suggesting that the triplet luminescence originates from both
the singlet state and newly introduced inorganic metal halide
units (Fig. 4). For P-CdCl2, P-ZnBr2, and P-CdBr2, the photo-
luminescence excitation (PLE) spectra also exhibit the same
characteristics, that is the PLE spectrum not only overlaps with
the singlet state excitation spectrum, but also exhibits a new
low-energy broadband excitation peak (Fig. S15b–d), indicating
that the triplet luminescence not only originates from the
singlet state, but also from newly introduced inorganic metal
halide units [MCl2X2]

2− (Fig. 4). The harvested excitons from
[MCl2X2]

2− can efficiently populate the triplet states of BuTPP+,
thereby enhancing its phosphorescence. Substitution of Cl with
Br and Zn with Cd in [ZnCl2X2]

2− introduces heavy-atom effect
and enhances SOC, accelerating ISC and reducing the phos-
phorescence lifetimes. Consequently, P-CdBr2 exhibits the
shortest aerglow lifetime among the four (BuTPP)2MCl2X2

glasses.
In the case of P-ZnI2 and P-CdI2 glasses, the PL spectra

exhibit Gaussian-shaped emission proles, which differs from
the triplet phosphorescence spectrum of BuTPPCl containing
three sublevels (Fig. 3b). The time-resolved PL decay spectrum
of P-ZnI2 (P-CdI2) glass monitored at 492 nm emission shows
a lifetime of 2.18 (2.13) ms (Fig. S16a and b), characteristic of
STE state. To investigate whether long-lived triplet lumines-
cence exists in P-ZnI2 (P-CdI2) glass, we tested the time-resolved
PL decay spectrum at 492 nm with a 1 ms delay to eliminate the
contribution from STE emission. As shown in Fig. S16c and d,
aer a delay of 1 ms, almost no photon signal was detected,
indicating the absence of triplet state luminescence. This
suggests efficient energy transfer from the triplet excitons of
BuTPP+ to the STE states of the inorganic metal halide units,
resulting in detectable emission solely from STE excitons.
Furthermore, temperature-dependent time-resolved PL decay
curves of P-ZnI2 glass monitored at 492 and 516 nm emission
were measured. As shown in Fig. S17, as the temperature
increases from 80 to 300 K, the decay lifetime remains in the
microsecond range, conrming that STE dominates the emis-
sion even at low temperatures. Theoretically, the energy transfer
efficiency (hET) from BuTPP+ to STE state is calculated by
following equation,

hET ¼ 1� sSTE
sT

where sT represents the triplet exciton lifetime of the donor
monitored at 492 nm in BuTPPCl, while sSTE denotes the
luminescence lifetime of the donor in the presence of the STE
acceptor in P-ZnI2 and P-CdI2 glasses. Signicantly, both the
energy transfer efficiency were calculated to be near-unity for P-
ZnI2 and P-CdI2 glasses.

Interestingly, the experimental results revealed that P-ZnCl2
glass exhibits excitation wavelength-dependent multicolor
luminescence. This phenomenon was quantitatively recorded
by the two-dimensional (2D) excitation–emission matrix spectra
(Fig. 5a). For instance, under 350 nm excitation, P-ZnCl2 glass
shows a maximum emission peak at 518 nm, whereas shiing
506 | Chem. Sci., 2026, 17, 500–510
the excitation to 600 nm results in a redshied emission peak at
659 nm (Fig. S18). The color variations of the P-ZnCl2 glass
under different excitation wavelengths were illustrated in the
Commission Internationale de l’Eclairage (CIE) chromaticity
coordinate diagram (Fig. 5b), showing a continuous shi in
emission color from blue to white to red as the excitation
wavelength increased from 250 to 650 nm. To the best of our
knowledge, such a broad range of excitation-dependent colorful
luminescence is rarely reported in hybrid metal halides. This
excitation-dependent emission could be attributed to the pres-
ence of multiple luminescent centers within the glass
matrix.41,44 Time-resolved PL decay measurements further
revealed that the excited state lifetimes of P-ZnCl2 glass was
dependent on the excitation wavelength, exhibiting tunable
phosphorescence lifetimes ranging from 0.11 to 15.34 ms as the
excitation wavelength shis from 350 to 600 nm (Fig. 5c). These
distinct variations in excited state lifetimes further conrmed
the existence of disparate emissive species.4,8,45,46 In contrast, no
excitation-dependent emission behavior is observed in BuTPPCl
molecule (Fig. 5d), indicating its isolated luminescent feature.2

Moreover, the excitation spectra of P-ZnCl2 glass exhibit
a progressive redshi with increasing emission wavelength
(Fig. 5e), suggesting that the excitation-dependent multicolor
phosphorescence arises from multiple aggregate clusters in P-
ZnCl2 glass.33,46,47 These diverse aggregates likely form cascade
excited states that give rise to the observedmulticolor emissions
(Fig. 5f).

The PL spectra of P-ZnCl2 glass under the variable excitation
light power were measured. As shown in Fig. S19, the PL
intensity of P-ZnCl2 glass exhibited a linear dependence on
excitation power, ruling out the possibility of defect state
luminescence. The delayed PL spectra of P-ZnCl2 glass with
delay times ranging from 1 to 80 ms were recorded, as shown in
Fig. S20. As the delay time increases, the intensity of different
luminescent centers gradually decreases, indicating the exis-
tence of different luminescent species. Additionally, to further
investigate the cluster structure of P-ZnCl2 glass, 2D grazing-
incidence wide-angle X-ray scattering (GiWAXS) patterns and
one-dimensional (1D) scattering proles along the qz direction
were conducted. P-ZnCl2 glass exhibits an intensied central
scattering signal (Fig. S21a), suggesting strong molecular
aggregation. Distinct scattering peaks appear at q = 0.74, 0.95,
1.42, 1.67 Å−1 (Fig. S21b), corresponding to p–p stacking
distances of 8.49, 6.61, 4.42, 3.76 Å, respectively, as calculated
using Bragg's equation d = 2p/q.47 These peaks originate from
multiple aggregated clusters within the glass matrix. At q values
above 1.75 Å−1, the scattering intensity rapidly decays, indi-
cating the absence of long-range structural periodicity at the
molecular level. This observation is consistent with the amor-
phous structural characteristics of P-ZnCl2 glass. The 2D exci-
tation–emission matrix spectra of the other three glasses, P-
CdCl2, P-ZnBr2, and P-CdBr2, were also recorded. All of them
exhibit excitation-dependent multicolor luminescence
(Fig. S22), similar to that observed for the P-ZnCl2 glass.

Beneting from the moldability of glasses and time-resolved
RTP properties of these hybrid metal halide glasses, these
materials exhibit great potential for multifunctional anti-
© 2026 The Author(s). Published by the Royal Society of Chemistry
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Fig. 5 (a) 2D excitation–emissionmatrix spectra of P-ZnCl2 glass at room temperature. (b) CIE chromaticity coordinate diagram of P-ZnCl2 glass
at various excitation wavelengths. Insets show luminescence photographs of P-ZnCl2 glass under various excitation wavelengths. (c) Time-
resolved PL decay curves of P-ZnCl2 glass under different excitation and emission wavelengths. (d) 2D excitation–emission matrix spectra of
BuTPPCl molecule at room temperature. (e) Excitation spectra of P-ZnCl2 glass monitored at different emission wavelengths at room
temperature. (f) Proposedmechanismofmulticolor luminescence at different excitationwavelengthswithmultiple aggregate clusters in P-ZnCl2
glass.
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counterfeiting applications. As illustrated in Fig. 6a, a series of
hybrid metal halide glasses were shaped into distinct letters,
including “R” from P-ZnCl2, “T” from P-CdCl2, and “P” from P-
Fig. 6 Multiple anti-counterfeiting processes based on (a) “RTP” and (b) “
UV cessation. Photographs of P-ZnI2 glass scintillation screen with a diam
(e) Photograph and X-ray image of a standard 25 lp mm−1 line pair card u
of a chip (f) and a capsule containing metallic spring (g) using P-ZnI2 gla

© 2026 The Author(s). Published by the Royal Society of Chemistry
ZnBr2. Under 365 nm UV lamp irradiation, these patterns emit
bright white-light emissions. Once the UV light is turned off, the
letters “R” and “T” immediately display green aerglow
ZZU” shaped glasses exhibiting distinct afterglow lifetimes after 365 nm
eter of 6 cm under (c) ambient light and (d) 365 nm UV light irradiation.
sing P-ZnI2 glass as scintillation screen. Photographs and X-ray images
ss as scintillation screen.
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emissions, while only the letter “R” remains visible aer more
than 1.4 s. This enables the design of customized shapes and
multiple anti-counterfeiting features by selecting appropriate
material combinations. A similar phenomenon is observed with
the “ZZU” letter pattern (Fig. 6b), demonstrating the repro-
ducibility and versatility of this strategy. Furthermore, by taking
advantage of the facile processibility, excellent glass-forming
ability, and rapid emission characteristics of P-ZnI2, we
successfully fabricated a large-area glass scintillation screen
with a diameter of 6 cm. As shown in Fig. 6c, the resulting P-ZnI2
glass scintillation screen is highly transparent under ambient
light and displays a uniform bright greenish white light emis-
sion under 365 nm UV irradiation (Fig. 6d). Spatial resolution,
a key parameter for assessing X-ray imaging performance, was
evaluated using a standard line-pair card.48 As shown in Fig. 6e,
the spatial resolution of the P-ZnI2 glass scintillation screen
reaches approximately 10 lp mm−1, indicating good X-ray
imaging capability. To demonstrate its practical applicability,
a series of X-ray imaging experiments were conducted. As shown
in Fig. 6f and g, ne structural details, such as the internal
circuits of an electronic chip and the metallic spring inside
a capsule, are clearly visible using the P-ZnI2 glass scintillation
screen, highlighting its strong potential for high-resolution X-
ray imaging applications.49

Furthermore, we characterized the scintillation properties of
P-ZnI2 glass. Fig. S23a shows the X-ray attenuation efficiencies
of P-ZnI2 glass and Bi4Ge3O12 (BGO) as a function of thickness
at an X-ray photon energy of 22 keV, and the X-ray attenuation
efficiency of BGO scintillator is superior to that of P-ZnI2 glass.
To accurately estimate the light yield of P-ZnI2 glass,
a commercial BGO scintillator (light yield: 8500 photonsMeV−1)
was used as a reference. By calibrating the radioluminescence
(RL) intensity, the light yield of P-ZnI2 glass was determined to
be 2296 photons MeV−1 (Fig. S23b). To demonstrate the linear
response range to X-ray dose rates, the RL spectra of the P-ZnI2
glass under various dose rates was examined. As shown in
Fig. S23c, the RL intensity of P-ZnI2 glass monotonically
increases with dose rates ranging from 603 to 6100 mGy s−1, and
exhibits an excellent linear response (Fig. S23d). When the
signal-to-noise ratio is 3, the linear tting of the RL intensity
yields a detection limit of 10.37 mGy s−1 for P-ZnI2 glass
(Fig. S23d). The X-ray irradiation stability of P-ZnI2 glass was
further examined under continuous exposure at a high dose
rate of 12.7 mGy s−1 for 1092 s, during which the RL intensity
retained over 91% of its initial value (Fig. S23e), conrming its
better stability. Moreover, the RL response prole exhibited
a rise time of 20 ms and a fall time of 20 ms (Fig. S23f),
demonstrating prompt radiation response and rapid signal
decay, both essential characteristics for practical scintillation
applications. Therefore, these novel types of hybridmetal halide
glasses have great potentials towards information security and
X-ray imaging applications.

3 Conclusion

In conclusion, we developed a series of 0D (BuTPP)2MCl2X2

hybrid metal halide glasses via a solvent-assisted rapid
508 | Chem. Sci., 2026, 17, 500–510
evaporation method, overcoming the limitations of conven-
tional melt-quenching. The heavy-atom effect from inorganic
metal halide anions [MCl2X2]

2− was leveraged to systematically
tune RTP lifetimes, with heavier atoms accelerating ISC and
reducing phosphorescence decay lifetimes. Unique dual-mode
emission, combining long-lived RTP (organic triplet states)
and short-lived STE (inorganic excitons), was achieved in P-ZnI2
and P-CdI2 glasses. Additionally, P-ZnCl2 glass displayed
excitation-dependent multicolor phosphorescence, attributed
to multiple aggregate cluster luminescence. The glasses' excel-
lent processability enabled applications in shape-controlled
anti-counterfeiting and X-ray imaging with high spatial resolu-
tion. This study not only advances the synthesis of hybrid metal
halide glasses but also establishes a framework for designing
RTP materials with programmable lifetimes and emission
properties, paving the way for future optoelectronic and security
technologies.
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S. Garćıa-Granda, M. Dammak and L. Ktari, ACS Omega,
2024, 9, 47597–47612.

37 G. Zhou, Y. Mao, J. Zhang, Q. Ren, M. S. Molokeev, Z. Xia and
X.-M. Zhang, Adv. Funct. Mater., 2025, 35, 2413524.

38 L. Lian, D. Xiong, J. Zhang, M. Jia, Y. Liu, Z. Ma, X. Chen,
Y. Han, Y. Tian, X. Li, J. Zhang and Z. Shi, Laser Photonics
Rev., 2025, e00509.

39 Z.-Y. Li, R. Feng, S.-S. Huang, W. Li and X.-H. Bu, J. Am.
Chem. Soc., 2025, 147, 7017–7027.

40 L. Lian, M. Zheng, P. Zhang, Z. Zheng, K. Du, W. Lei, J. Gao,
G. Niu, D. Zhang, T. Zhai, S. Jin, J. Tang, X. Zhang and
J. Zhang, Chem. Mater., 2020, 32, 3462–3468.

41 L. Lian, P. Zhang, G. Liang, Y. Xia, J. Gao, D. Zhang and
J. Zhang, ACS Appl. Mater. Interfaces, 2024, 16, 9030–9038.

42 L. Lian, X. Wang, P. Zhang, J. Zhu, X. Zhang, J. Gao, S. Wang,
G. Liang, D. Zhang, L. Gao, H. Song, R. Chen, X. Lan,
W. Liang, G. Niu, J. Tang and J. Zhang, J. Phys. Chem. Lett.,
2021, 12, 6919–6926.

43 L. Lian, M. Zheng, W. Zhang, L. Yin, X. Du, P. Zhang,
X. Zhang, J. Gao, D. Zhang, L. Gao, G. Niu, H. Song,
Chem. Sci., 2026, 17, 500–510 | 509

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d5sc06898c


Chemical Science Edge Article

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

3 
st

ud
en

og
 2

02
5.

 D
ow

nl
oa

de
d 

on
 2

1.
2.

20
26

. 1
1:

05
:5

2.
 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online
R. Chen, X. Lan, J. Tang and J. Zhang, Adv. Sci., 2020, 7,
2000195.

44 L. Kang, J. Xu, J. Wu, Q. Ling and Z. Lin, Inorg. Chem. Front.,
2025, 12, 5133–5142.

45 L. Hou, T. Wang, S. Yu, X. Xu and X. Yu, Aggregate, 2025, 6,
e70071.

46 J. Zhang, Z. Xiong, H. Zhang and B. Z. Tang, Nat. Commun.,
2025, 16, 3910.

47 H. Wang, H. Shi, W. Ye, X. Yao, Q. Wang, C. Dong, W. Jia,
H. Ma, S. Cai, K. Huang, L. Fu, Y. Zhang, J. Zhi, L. Gu,
510 | Chem. Sci., 2026, 17, 500–510
Y. Zhao, Z. An and W. Huang, Angew. Chem., Int. Ed., 2019,
58, 18776–18782.

48 L. Lian, D. Xiong, J. Zhang, M. Jia, Y. Liu, Z. Ma, X. Chen,
Y. Han, Y. Tian, X. Li, J. Zhang, S. Qian, C. Shan and
Z. Shi, Appl. Phys. Rev., 2025, 12, 031409.

49 L. Lian, D. Xiong, J. Zhang, M. Jia, Y. Liu, Z. Ma, X. Chen,
Y. Han, Y. Tian, X. Li, J. Zhang, P. Zhang and Z. Shi, Laser
Photonics Rev., 2025, e01538.
© 2026 The Author(s). Published by the Royal Society of Chemistry

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d5sc06898c

	Heavy-atom effect regulating room temperature phosphorescence in hybrid metal halide glasses
	Heavy-atom effect regulating room temperature phosphorescence in hybrid metal halide glasses
	Heavy-atom effect regulating room temperature phosphorescence in hybrid metal halide glasses
	Heavy-atom effect regulating room temperature phosphorescence in hybrid metal halide glasses
	Heavy-atom effect regulating room temperature phosphorescence in hybrid metal halide glasses
	Heavy-atom effect regulating room temperature phosphorescence in hybrid metal halide glasses
	Heavy-atom effect regulating room temperature phosphorescence in hybrid metal halide glasses
	Heavy-atom effect regulating room temperature phosphorescence in hybrid metal halide glasses


