Open Access Article. Published on 02 november 2018. Downloaded on 2026. 02. 21. 0:56:43.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Chemical
Science

EDGE ARTICLE

i ") Check for updates ‘

Cite this: Chem. Sci., 2019, 10, 1492

8 All publication charges for this article
have been paid for by the Royal Society
of Chemistry

Victoria Garcia Sakai,®

and Martin Schroder @ *2

Peter Rought, ® Chrlstopher Marsh, @12 Simona Pili, lan P. Silverwood, &
Ming Li, @ ¢ Martyn S. Brown Stephen P. Argent ©
Inigo Vitorica-Yrezabal, 2 George Whitehead, 2

ROYAL SOCIETY

OF CHEMISTRY

View Article Online

View Journal | View Issue,

Modulating proton diffusion and conductivity in
metal—organic frameworks by incorporation of
accessible free carboxylic acid groups+

Three multi-carboxylic acid functionalised ligands have been designed, synthesised and utilised to prepare
the new barium-based MOFs, MFM-510, -511, and -512, which show excellent stability to water-vapour.
MFM-510 and MFM-511 show moderate proton conductivities (2.1 x 107> and 51 x 107> S cm™,
respectively) at 99% RH and 298 K, attributed to the lack of free protons or hindered proton diffusion
within the framework structures. In contrast, MFM-512, which incorporates a pendant carboxylic acid
group directed into the pore of the framework, shows a two orders of magnitude enhancement in
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proton conductivity (2.9 x 107° S cm™). Quasi-elastic neutron scattering (QENS) suggests that the

proton dynamics of MFM-512 are mediated by ‘free diffusion inside a sphere” confirming that
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rsc.li/chemical-science

Introduction

Proton exchange membrane fuel cells (PEMFCs) are a prom-
ising technology for the use of hydrogen-based energy in
applications such as transport.* A key factor for its success is the
development of materials which can move protons efficiently
across the cell. The most commonly used PEM material is the
polymer Nafion, which consists of a perfluorinated polyethylene
backbone with sulfonic acid terminated side chains.? The acidic
nature of this polymer facilitates proton conduction in the order
of 107> S cm ™ below 85 °C in the presence of water. However,
the lack of long range order in polymers restricts the in-depth
understanding of the mechanism of proton conductivity, thus
inhibiting the development of new materials with higher
conductivity and/or wider temperature range for operation.

“School of Chemistry, University of Manchester, Manchester M13 9PL, UK. E-mail:
Sihai.Yang@manchester.ac.uk; M.Schroder@manchester.ac.uk

*ISIS Pulsed Neutron and Muon Source, Rutherford Appleton Laboratory, Oxfordshire
0X11 0QX, UK

°School of Engineering, University of Nottingham, Nottingham NG7 2RD, UK

School of Chemistry, University of Warwick, Coventry CV4 7AL, UK

‘Diamond Light Source, Harwell Science and Innovation Campus, Oxfordshire OX11
ODE, UK

T Electronic supplementary information (ESI) available. CCDC 1849703-1849705.
For ESI and crystallographic data in CIF or other electronic format see DOI:
10.1039/¢8sc03022¢g

1 These authors contribute equally to this work.

1492 | Chem. Sci., 2019, 10, 1492-1499

incorporation of free carboxylic acid groups within the pores of MOFs is an efficient albeit synthetically
challenging strategy to improve proton conductivity.

In recent years, hybrid MOF materials have emerged as
potential candidates as a new class of proton conductors owing
to a number of unique features.*” For example, the function-
alisation of organic constituents allows the periodic introduc-
tion of acidic groups (e.g., -COOH, -PO3;H,, -SO;H), which can
facilitate efficient proton transfer pathways.*** However, the
synthesis of MOFs bearing free acid groups is very challenging,
primarily due to the favoured deprotonation of these acids and
their subsequent coordination to the metal nodes under sol-
vothermal conditions. The crystalline nature of MOFs provides
an opportunity to understand further the dynamics of proton
diffusion, which can be used to inform future materials design.
Quasi-elastic neutron scattering (QENS) has been shown
recently to be a powerful technique for gaining insights into the
mechanisn of proton conduction in crystalline MOFs.'>*®
However, such studies remain very rare to date. Current
research into proton conducting MOFs (PCMOFs) can be sepa-
rated into low temperature (<100 °C) and high temperature
(>100 °C) materials.'” Low temperature PCMOFs are much more
common, and, similar to Nafion, rely on the presence of water to
mediate proton transfer through the framework. The hydrogen
bonding network of water molecules is usually dictated by the
structure and dimensionality of the framework itself and high
water-stability is often a critical requirement for PCMOFs.'®

Herein, we report the progressive design and synthesis of
three organic linkers, H;L"' ([1,1":3',1"-terphenyl]-2/,4,4"-tricar-
boxylic acid), H,L*> ([1,1':3/,1"-terphenyl]-4,4’,4" 6'-tetra-
carboxylic acid) and HsL® ([1,1:3',1"-terphenyl]-2',4,4',4" 6'-

This journal is © The Royal Society of Chemistry 2019


http://crossmark.crossref.org/dialog/?doi=10.1039/c8sc03022g&domain=pdf&date_stamp=2019-01-25
http://orcid.org/0000-0002-6178-772X
http://orcid.org/0000-0002-6977-1976
http://orcid.org/0000-0002-5456-5846
http://orcid.org/0000-0002-3461-9675
http://orcid.org/0000-0003-1949-4250
http://orcid.org/0000-0002-1111-9272
http://orcid.org/0000-0001-6992-0700
http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c8sc03022g
https://pubs.rsc.org/en/journals/journal/SC
https://pubs.rsc.org/en/journals/journal/SC?issueid=SC010005

Open Access Article. Published on 02 november 2018. Downloaded on 2026. 02. 21. 0:56:43.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Edge Article

pentacarboxylic acid) containing multi-carboxylic acid func-
tionality. The ligands combine with Ba(NO;), to form three
MOFs, MFM-510 [Ba,(L')(H,0),5(CO,)(DMF), 5], MFM-511
[Ba(H,L*)(H,0)(DMF)] and MFM-512 [Ba,(HL*)(H,0),] which
are stable to water vapour. MFM-510, in which all carboxylic
acids are bound to the metal node, exhibits only moderate
proton conductivity (2.1 x 107> S ecm ™) at 99% RH and 298 K.
Although MFM-511 contains two monodentate carboxylic acid
groups which remain protonated, their mobility is highly
restricted by strong intramolecular hydrogen bonding to
a neighbouring carboxyl oxygen atom, leading to a moderately
enhanced conductivity of 5.1 x 107> S em ™" at 99% RH and
298 K. In comparison, MFM-512, which retains pendant
carboxylic acid functionality directed into the unrestricted
framework void, shows two orders of magnitude enhancement
on proton conductivity (2.9 x 10~ S cm™") under the same
conditions. Considering the similar metal-ligand coordination
of these three MOFs, these improvements on proton conduc-
tivity can be considered as a direct result of the incorporation of
free and accessible carboxylic acid groups into MOFs.'>*** We
also report an investigation of the proton diffusion and
dynamics in MFM-512 via QENS, which confirms the proton
conduction in MFM-512 is mediated by the “free diffusion
inside a sphere” mechanism.

Experimental section
Materials and characterisations

Starting materials were purchased from Sigma Aldrich and used
without further purification. Full experimental details of
syntheses and techniques used can be found in the ESL¥

Results and discussions
Synthesis and structural characterisation

H;L', H,L” and H;sL? were obtained via a two-step synthesis,
involving an initial Suzuki-Miyaura cross-coupling reaction
between an aryl-dibromo compound with [4-(ethoxycarbonyl)
phenyl]boronic acid (Fig. 1). This was followed by oxidation of
the methyl groups situated on the central aromatic ring and
subsequent hydrolysis of the terminal ester functionalities.
MFM-510, -511 and -512 were synthesised under solvothermal
conditions by combining the respective ligand with Ba(NO;),
and 2 M HCI in a mixture of DMF, ethanol and water before
heating in a 5 mL screw top vial at 85 °C for 72 h. All MOFs were
obtained as colourless single crystals in a single phase, enabling

‘ EtOOC
EtOOC
Br. Br \©\
(1) B(OH),
R R Toluene/ H,O (4:1) R

KzCO3, szdba;;, PtBU3
HsL": R=H, R =CH;,
Hysl%R=CHs; R'=H
HsL3: R = CHj, R'= CH3

Fig. 1 Synthesis of HslL% HylL? and HslL®.
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their structure determination via single crystal X-ray diffraction.
The synthesis of MFM-510, -511 and -512 can be readily scaled
up using an open reaction vessel, and the phase purity of the
scaled-up materials has been confirmed by PXRD (Fig. S1-S37).

MFM-510 crystallises in the P2,/c space group (Table S17)
and contains two types of mononuclear Ba(u) node with trigonal
prismatic coordination (Fig. 2). The type I Ba(u) center is bound
to three monodentate carboxylates (O1), two terminal aquo
ligands (02) and two formate molecules (O3) which bridge to
adjacent type II nodes, the formic acid being formed via the
thermal decomposition of DMF during the synthesis. The type
II Ba(u) nodes are bound by three monodentate carboxylates
(04), one bidentate carboxylate (O5), one bridging formate (03)
and a terminal DMF molecule (06). The structure of MFM-510
results in H;L' being fully deprotonated and bound to Ba(n)
centers by all three carboxylic acid groups, leaving no pendant
-COOH groups. The extended framework of MFM-510 is con-
structed with tightly packed 2D metal-ligand sheets running
along the g-axis.

The 4-fold COOH-functionalised ligand H4L? was targeted to
synthesise MFM-511 in an attempt to create pendant carboxylic
acid sites. This molecule has two carboxylic acid moieties on its
central ring compared to one in H;L". It was hypothesised that
the steric bulk created by chelation to the highly coordinated
Ba(ur) metal centres would lead to at least one of the carboxylic
acid groups being retained as a pendant functional group upon
formation of a MOF structure. MFM-511 crystallises in the P1
space group and contains interconnected pores which build to
form a 3D open structure (Table S11 and Fig. 3). MFM-511 has
one type of Ba(u) node which consists of a 9-coordinated metal
centre with mono-capped square anti-prismatic coordination
geometry. Each Ba(u) is chelated by three monodentate
carboxylates (01, 02, 03), two bidentate carboxylates (01’, O4),
one terminal aquo (O5) and one terminal DMF ligand (06). Two
nodes combine via two bridging carboxylates (O1) to form
a {Ba,0,¢} moiety (Fig. 3c). Eight bi-metallic units {Ba,O;¢}
connect via six linkers to give four small voids which surround
a larger central pore (Fig. 3a). The smaller voids (8.7 x 3.5 A) are
decorated by two bound carboxylate groups. The large central
pore (14 x 12 A) is decorated by terminal water molecules which
are 10 A apart for the O---O separation. Unfortunately, as with
MFM-510, all of the carboxyl groups in MFM-511 are coordi-
nated to Ba(u) centres with no free pendant carboxylic acid
groups present. However, two monodentate carboxyl O atoms
adjacent to O2 and O3 remain protonated, but their accessibility
is severely hindered as they point into the smaller void of the

{BUOH/H,O

HsL': R=H, R'= COOH
=H HsL% R=COOH, R =H

HsL3: R = COOH, R' = COOH
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Fig.2 View of the 2D-sheet structure of MFM-510 along (a) the a-axis and (b) the c-axis. Terminal DMF and water ligands are removed for clarity.
View of (c) type | and (d) type Il Ba(i) nodes showing trigonal prismatic coordination. H atoms are omitted for clarity. Carbon, grey; oxygen, red;
hydrogen, white; nitrogen, blue; barium, orange (type 1) and purple (type II).

framework. The mobility of these carboxyl protons is also highly
restricted due to a very strong intramolecular hydrogen bonding
interaction with neighbouring O atoms (O--O = 1.79(1) A;
Fig. 3a and b). As a result, there is an absence of accessible free
carboxylic acid groups in the structure of MFM-511, potentially
limiting the proton conductivity of this material.

In a further attempt to generate pendant -COOH groups
within a MOF, a third ligand, HsL?, was targeted to form MFM-
512 via reaction with Ba(u) cations. MFM-512 crystallises in the
P1 space group and exhibits, as planned, pendant carboxylic acid
groups in the structure (Table S1,} Fig. 4a). It contains two types
of mononuclear Ba(un) nodes which show dodecahedral and
square anti-prismatic coordination geometries. The type I nodes
are chelated by one bidentate carboxylate (01, O1'), three mon-
odentate carboxylates (01, 02, 03) and three terminal aquo
ligands (O4) (Fig. 4b). The type II nodes are chelated by two
bidentate carboxylates (02, O5, 06), two monodentate carboxy-
lates (O1, O3) and two terminal aquo ligands (07) (Fig. 4c). Type I
and type II nodes combine to form tetra-metallic clusters,
{Ba,0,,} in which two-central type I metal nodes are bridged by
two carboxylates (0O1") and terminal type II nodes are bridged to
the central type I nodes by a further three carboxylates (01, O2,
03) (Fig. 4d). In MFM-512, the central ring of each ligand
connects to the two-central type I Ba(u) centers within the metal

1494 | Chem. Sci., 2019, 10, 1492-1499

cluster and the terminal rings of the ligand bridge a further two
clusters through their terminal, type II Ba(u) nodes (Fig. 4a).
The framework of MFM-512 contains interconnected pores
which build to form a similar 3D open structure to MFM-511. In
this case, the connection of four {Ba,0,,} clusters via six organic
linkers results in four small voids (6.5 x 8.2 A) which are
decorated by terminal aquo ligands and surround a larger
central void (8.6 x 10.4 A) (smaller than that of MFM-511)
which hosts two pendant carboxylic acid groups. The distance
between free carboxylic acids (O---0) is 4.8083(2) A, the shortest
distance between terminal aquo ligands (O---0) is 4.3782(2) A,
and the shortest distance between free carboxylic acid and
terminal aquo ligands (O-+-0) is 5.1649(3) A. These distances are
longer than those reported for PCMOFs,*>**** which show an
intrinsic hydrogen bonding network. For example, in MFM-
500(M) (M = Ni, Co) the bond distances between uncoordi-
nated phosphonate hydroxyl groups and coordinated aquo
ligands is between 2.00 and 2.90 A.* Despite the proton donor-
acceptor distances in the MFM-512 framework being too far
apart for them to form an intrinsic hydrogen bonding network,
the single crystal structure suggests that the presence of
unbound water molecules in the central pore may facilitate
a hydrogen bonding network involving the pendant carboxylic
acid groups, with hypothetical hydrogen bond distances in the

This journal is © The Royal Society of Chemistry 2019
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Fig.3 View of (a) the crystal structure in MFM-511 along the a-axis, highlighting restrictive hydrogen bonding of carboxyl proton (a = 1.79 A); (b)
the Bal(i) metal node in MFM-511 showing monocapped square antiprismatic coordinate geometry; (c) the binuclear Ba(i) moiety in MFM-511
viewed along the a-axis. Carbon, grey; oxygen, red; hydrogen, white; nitrogen, blue; barium, teal.

range of 1.93-2.51 A. The hydrogen bonding interactions in restricted (Fig. 5). This increases the possibility of an effective
MFM-512 are considerably weaker than those in MFM-511 hydrogen bonding network being formed for proton conduc-
meaning that the mobility of the carboxyl protons is less tivity in the presence of free water.

(a)

Fig. 4 View of (a) the crystal structure of MFM-512 along the a-axis; (b) type () and (c) type Il Ba(i) nodes in MFM-512 showing distorted
octahedral and trigonal prismatic square face monocapped coordination, respectively. H-atoms are omitted for clarity; (d) View of the tetra-
nuclear Ba(i) cluster in MFM-512. Carbon, grey; oxygen, red; hydrogen, white; barium, magenta (type I) and cyan (type ).

This journal is © The Royal Society of Chemistry 2019 Chem. Sci,, 2019, 10, 1492-1499 | 1495
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Fig. 5 View of (a) the crystal structure of MFM-512 showing hypothetical hydrogen bonding network with unbound water present in pores, a =
251A, b=193A c=205A d=188A. (b)View of Ba(i) node in MFM-511 showing restriction of the carboxyl proton a’ = 1.79 A.

Studies of the proton conductivity

The proton conductivity of MFM-510, -511, and -512 was eval-
uated using AC impedance analysis on a pelletised sample of
each MOF at 298 K at variable humidity (Table 1 and
Fig. S13-S187). For each of the Nyquist plots obtained, the often
incomplete semi-circle in the high-frequency region represents
the bulk and grain boundary resistances, while the low
frequency tail represents the blocking of protons at the elec-
trode interface, indicating ionic conduction. The proton
conductivity of all three MOFs showed significant dependence
on humidity with the maximum conductivity obtained at 99%
RH, consistent with many literature PCMOFs.>*** Despite the
lack of pendant carboxylic acid groups in both MFM-510 and
MFM-511, the retention of protonated carboxyl groups coupled
with the terminal aqua ligands in MFM-511 lead to an
approximate two-fold increase in proton conductivity compared
to MFM-510. The maximum conductivity of MFM-510 and
MFM-511 is 2.1 x 107> and 5.1 x 107> S em™ ', respectively,
which is moderate compared to low temperature PCMOFs
found in the literature (Table S3). The low conductivity of
MFM-510 and MFM-511 is attributed to the lack of accessible,
mobile protons within the framework structure. Under the
same conditions, MFM-512 exhibits a significantly improved
(100-fold) proton conductivity of 2.9 x 107* S em™'. This
suggests that the availability of accessible mobile protons
within the MOF from the pendant carboxylic acid moiety
contributes directly to improving proton conductivity. Other
examples within the literature have shown a similar trend for
MOFs decorated with various protic functional groups'®'**
and, interestingly, MFM-512 is amongst the highest conducting
PCMOFs analysed under similar conditions (Table S31). More
importantly, in comparison to other MOFs which rely on

Table 1 Summary of the proton conductivity at 298 K and variable
humidity for MFM-510, -511 and -512

MFM-510 MFM-511 MFM-512
%RH o(Sem™) %RH o(Sem™') %RH o (Sem ™)
99 21x107° 99 51x10° 99 2.9 x10°°
90 1.1x10°° 93 24 %x1077 95 1.5 x 10°*
80 2.4 x1077 87 4.0x10°% 77 2.5 x 1077
60 <107? 51 <107? 59 <107?

1496 | Chem. Sci,, 2019, 10, 1492-1499

pendant carboxylic acid functionality specifically,**" MFM-512
shows the highest conductivity at 99% RH and room tempera-
ture. Despite MFM-511 having an analogous structure to MFM-
512 and containing protonated carboxyl groups, its proton
conductivity is considerably lower at 5.1 x 10™> S cm ™', once
again suggesting the accessibility (i.e., unrestricted motions) of
pendant carboxylic acid groups plays a key role in maximising
and enhancing conduction properties in these materials.

To probe the activation energies for proton conductivity,
variable temperature impedance measurements were conduct-
ed at 95% RH to achieve stable humidity over a wide range of
temperatures. The activation energies are 0.40 and 0.32 eV for
MFM-511 and MFM-512, respectively, suggesting a Grotthuss
proton transport mechanism (Fig. S201). MFM-510 has an
activation energy of 0.63 eV, which is more indicative of
a vehicle proton transport mechanism. This suggests that
proton diffusion is less facile in MFM-510 compared to the
other two MOFs, consistent with its reduced proton
conductivity.

Studies of water sorption

In order to obtain a deeper understanding of the dependence of
proton conductivity on humidity in these MOFs, water sorption
isotherms were measured at 298 K for all three MOFs (Fig. 6a).
MFM-510 shows a very low uptake of water regardless of
humidity, suggesting that the closely packed 2D sheets of MFM-
510 limit the amount of water able to enter the MOF, in good
agreement with its poor proton conductivity. MFM-511 and
MFM-512 both show three-step water uptake profiles, with an
initial low uptake at low humidity followed by a two-step pore
filling process. The first pore filling steps of MFM-511 and
MFM-512 starts at 10 and 5% RH, respectively, highlighting the
higher hydrophilicity of MFM-512 likely due to hydrogen
bonding from guest water to the accessible pendant ~-COOH
groups in the larger pores of MFM-512. This is in contrast to the
highly restricted protonated carboxyl groups located in the
smaller pores of MFM-511. The water capacity of MFM-510, -511
and -512 at ~90% RH was 59, 197 and 255 cm® g~ ' (5, 16,
20 wt%), respectively, which is comparable to the litera-
ture.>1%:2526.2831739 Measurement of water sorption above 90% RH
is challenging due to the condensation of water on the external
surface of MOF crystallites. Interestingly, the trend in water
adsorption shows excellent agreement with the conductivity at

This journal is © The Royal Society of Chemistry 2019
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(a) Adsorption isotherms for water in MFM-510, -511, and -512. Desorption isotherms are shown in ESIf for clarity. (b) Relationship

between water capacity and proton conductivity for MFM-510, -511, and -512 and a selection of MOFs in literature. “Impedance measurements
at high humidity and room temperature, full details in Table S4.¥ “Water capacity at the RH of the impedance data. “Water uptake assessed by

volumetric or gravimetric analysis.

99% RH and 298 K in these MOFs (Fig. 6b). The hysteresis
present in desorption cycles in all cases indicates the presence
of hydrophilic channels in these MOFs (Fig. $21-S231). All three
MOFs show negligible N, sorption uptake (Fig. S24-S267)
consistent with the larger kinetic diameter of N, compared to
water, the uptake of water being enhanced further by internal
hydrogen bonding interactions within the MOF.

QENS study of proton diffusion in MFM-512

To gain an understanding of the mechanism of proton
dynamics in MFM-512, QENS spectra of MFM-512 were recor-
ded between 248 and 423 K. In a QENS experiment, diffusional
dynamics are probed by studying changes in inelastic scattering
near the elastic signal at zero energy transfer. Such processes
manifest themselves in QENS spectra as a decrease in the elastic
intensity corresponding to coherent scattering, accompanied by
a broadening of the linewidth associated with incoherent scat-
tering of individual atoms. As the neutron coherent scattering
cross-section is notably larger for hydrogen compared to other
elements, the observed broadening can be assigned mainly to
hydrogen atoms from the MOF. The crystal structure of
MFM-512 suggests that the mobile hydrogen atoms are from
water molecules bound to the metal and from the pendant
carboxylic acids, as the hydrogen atoms on the phenyl rings are
tightly bound.

The elastic incoherent structure factor (EISF) measures the
contribution of the elastic scattering to the total scattering, with
different diffusive modes possessing different Q-dependence
(where Q is momentum transfer). It is thus possible to investigate
the geometrical information of the free protons in MFM-512 by
calculating the EISFs. For MFM-512, the EISF plots show obvious
Q-dependence (Fig. 7) and can be successfully fitted using the
“free diffusion inside a sphere” model (eqn (1)).**

EISF = p + (1 — p)[3/(ONI(On) 1)

where j; is the first-order spherical Bessel function, r is the
radius of the sphere, and p and (1 — p) are the immobile and
mobile fraction involved in the diffusion process, respectively.
The fitting resulted in r = 1.8995 A (Table S5t) which is in

This journal is © The Royal Society of Chemistry 2019

excellent agreement with the approximate hydrogen bond
distances observed crystallographically for MFM-512 (Fig. 5a).
This emphasises the need for an effective hydrogen bonding
network within the framework structure which becomes
increasingly viable as increasing amounts of water are adsorbed
under high humidity conditions. Overall, this result is consis-
tent with the activation energy measurement from impedance
spectroscopy data that suggested a Grotthuss ‘proton-hopping’
mechanism, which necessitates short distances between adja-
cent sites.

It is worth noting that whilst both NMR methods and QENS
probe diffusional dynamics within molecular systems, they are
complementary techniques in that different time- and space-
scales are probed. QENS focusses on shorter time lengths at
the atomic scale. The complementary nature of such techniques
has been highlighted when looking at hydrated Nafion
membranes, where QENS data have been used to probe in more
depth the dynamics of water, with highly consistent diffusion
coefficients as those obtained from the macromolecular-scale

0.95
0.90

0.85

EISF

0.80
0.75

0.70

0.65

0.0 0.4 0.8 1.2 1.6 2.0
el
QA7)

Fig. 7 Plots of elastic incoherent structure factor (EISF) for MFM-512.
Solid curves represent the simulated EISF (eqn (1)) using the model of
“free diffusion inside a sphere” at the corresponding temperatures.
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pulsed-field gradient NMR studies.*’ In another example, both
pulse-field gradient NMR and QENS experiments have been
used to study the diffusion of ammonia in silicalite, and it was
found that the different timescales of the experiments
permitted different diffusive processes to be probed.**

Conclusions

Three new water-vapour stable MOFs, MFM-510, -511, -512,
have been synthesised from a family of organic ligands con-
taining multiple carboxylic acid groups. It is worth noting that
these three MOFs are not iso-structural and materials conduc-
tivity can stem from a combination of many factors. In this
work, we focus primarily on the study of the role of free
carboxylic acid moiety on proton conductivity. MFM-512 is the
only example that incorporates accessible free carboxylic acid
moiety within the structure. In MFM-510 the carboxylates are
completely bound to the metal centres and despite the presence
of protonated carboxyl groups in MFM-511, these are highly
restricted and hindered for proton diffusion. Proton conduc-
tivity studies confirm that accessible free carboxylic acid groups
within the framework leads to a 100-fold enhancement in
conductivity in MFM-512. MFM-512 is highly competitive with
other low temperature PCMOFs reported in the literature under
similar conditions. An investigation of proton dynamics in
MFM-512 by QENS confirms clear mediation of proton
conduction by “free diffusion inside a sphere” mechanism.

Conflicts of interest

The authors declare no competing financial interests.

Acknowledgements

We thank EPSRC (EP/1011870, EP/P001386), ERC (AdG 742041),
Royal Society and University of Manchester for funding. We are
especially grateful to STFC/ISIS Neutron Facility for access to the
Beamline IRIS (RB 1620036, DOI: 10.5286/ISIS.E.84764508) and
to Diamond Light Source for access to Beamline I19.

References

1 C. Laberty-Robert, K. Valle, F. Pereira and C. Sanchez, Chem.
Soc. Rev., 2011, 40, 961.

2 S.]. Paddison, Annu. Rev. Mater. Res., 2003, 33, 289.

3 S. Sareeya Bureekaew, S. Horike, M. Higuchi, M. Mizuno,
T. Kawamura, D. Tanaka, N. Yanai and S. Kitagawa, Nat.
Mater., 2009, 8, 831.

4 J. A. Hurd, R. Vaidhyanathan, V. Thangadurai, C. I. Ratcliffe,
I. L. Moudrakovski and G. K. H. Shimizu, Nat. Chem., 2009, 1,
705.

5 X.J. Lv, M. S. Yao, G. E. Wang, Y. Z. Li and G. Xu, Sci. China:
Chem., 2017, 60, 1197.

6 H. Zhong, Z. Fu, J. M. Taylor, G. Xu and R. Wang, Adv. Funct.
Mater., 2017, 27, 1.

7 M. S. Yao, X. ]J. Lv, Z. H. Fu, W. H. Li, W. H. Deng, G. D. Wu
and G. Xu, Angew. Chem., Int. Ed., 2017, 56, 16510.

1498 | Chem. Sci., 2019, 10, 1492-1499

View Article Online

Edge Article

8 S. S. Nagarkar, S. M. Unni, A. Sharma, S. Kurungot and
S. K. Ghosh, Angew. Chem., Int. Ed., 2014, 53, 2638.

9 R. M. P. Colodrero, P. Olivera-Pastor, E. R. Losilla,
M. A. G. Aranda, L. Leon-Reina, M. Papadaki,
A. C. McKinlay, R. L. E. Morris, K. D. Demadis and
A. Cabeza, Dalton Trans., 2012, 41, 4045.

10 M. Bazaga-Garcia, R. M. Colodrero, M. Papadaki,
P. Garczarek, J. Zon, P. Olivera-Pastor, E. R. Losilla, L. Leon-
Reina, M. A. Aranda, D. Choquesillo-Lazarte, K. D. Demadis
and A. Cabeza, J. Am. Chem. Soc., 2014, 136, 5731.

11 G. Xu, K. Otsubo, T. Yamada, S. Sakaida and H. Kitagawa,
J. Am. Chem. Soc., 2013, 135, 7438.

12 T. Panda, T. Kundu and R. Banerjee, Chem. Commun., 2013,
49, 6197.

13 F. Yang, H. Huang, X. Wang, F. Li, Y. Gong, C. Zhong and
J. Li, Cryst. Growth Des., 2015, 15, 5830.

14 T. Yamada, M. Sadakiyo and H. Kitagawa, J. Am. Chem. Soc.,
2009, 131, 3144.

15 S. Pili, S. P. Argent, C. G. Morris, P. Rought, V. Garcia-Sakali,
I. P. Silverwood, T. L. Easun, M. Li, M. R. Warren,
C. A. Murray, C. C. Tang, S. Yang and M. Schroder, J. Am.
Chem. Soc., 2016, 138, 6352.

16 D. D. Borges, S. Devautour-Vinot, H. Jobic, J. Ollivier,
F. Nouar, R. Semino, T. Devic, C. Serre, F. Paesani and
G. Maurin, Angew. Chem., Int. Ed., 2016, 55, 3919.

17 P. Ramaswamy, N. E. Wong and G. K. H. Shimizu, Chem. Soc.
Rev., 2014, 43, 5913.

18 M. Yoon, K. Suh, H. Kim, Y. Kim, N. Selvapalam and K. Kim,
Angew. Chem., Int. Ed., 2011, 50, 7872.

19 A. Shigematsu, T. Yamada and H. Kitagawa, J. Am. Chem.
Soc., 2011, 133, 2034.

20 M. G. Goesten, J. Juan-Alcaniz, E. V. Ramos-Fernandez,
K. Gupta, E. Stavitski, H. Van Bekkum, ]J. Gascon and
F. Kapteijn, J. Catal., 2011, 281, 177.

21 P. Ramaswamy, N. E. Wong, B. S. Gelfand
G. K. H. Shimizu, J. Am. Chem. Soc., 2015, 137, 7641.

22 M. Taddei, A. Donnadio, F. Costantino, R. Vivani
M. Casciola, Inorg. Chem., 2013, 52, 12134.

23 S. Zhao, X. Song, M. Zhu, X. Meng, L. Wu, S. Song and
H. Zhang, Dalton Trans., 2015, 44, 948.

24 S.Kanda, K. Yamashita and K. Ohkawa, Bull. Chem. Soc. Jpn.,
1979, 52, 3296.

25 M. Sadakiyo, T. Yamada and H. Kitagawa, J. Am. Chem. Soc.,
2009, 131, 9906.

26 J. M. Taylor, R. K. Mah, I. L. Moudrakovski, C. I. Ratclie,
R. Vaidhyanathan and G. K. H. Shimizu, J. Am. Chem. Soc.,
2010, 132, 14055.

27 S. Morikawa, T. Yamada and H. Kitagawa, Chem. Lett., 2009,
38, 654.

28 S. C. Sahoo, T. Kundu and R. Banerjee, J. Am. Chem. Soc.,
2011, 133, 17950.

29 C. Dey, T. Kundu and R. Banerjee, Chem. Commun., 2012, 48,
266.

30 S. Sen, T. Yamada, H. Kitagawa and P. K. Bharadwaj, Cryst.
Growth Des., 2014, 14, 1240.

31 A. Mallick, T. Kundu and R. Banerjee, Chem. Commun., 2012,
48, 8829.

and

and

This journal is © The Royal Society of Chemistry 2019


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c8sc03022g

Open Access Article. Published on 02 november 2018. Downloaded on 2026. 02. 21. 0:56:43.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Edge Article

32 S. Kim, K. W. Dawson, B. S. Gelfand, J. M. Taylor and
G. K. H. Shimizu, J. Am. Chem. Soc., 2013, 135, 963.

33 J. M. Taylor, K. W. Dawson and G. K. H. Shimizu, J. Am.
Chem. Soc., 2013, 135, 1193.

34 R. M. P. Colodrero, P. Olivera-Pastor, E. R. Losilla,
D. Hernandez-Alonso, M. A. G. Aranda, L. Leon-Reina,
J. Rius, K. D. Demadis, B. Moreau, D. Villemin,
M. Palomino, F. Rey and A. Cabeza, Inorg. Chem., 2012, 51,
7689.

35 F. Costantino, A. Donnadio and M. Casciola, Inorg. Chem.,
2012, 51, 6992.

This journal is © The Royal Society of Chemistry 2019

View Article Online

Chemical Science

36 E. Pardo, C. Train, G. Gontard, K. Boubekeur, O. Fabelo, H. Liu,
B. Dkhil, F. Lloret, K. Nakagawa, H. Tokoro, S. I. Ohkoshi and
M. Verdaguer, J. Am. Chem. Soc., 2011, 133, 15328.

37 S. Sen, N. N. Nair, T. Yamada, H. Kitagawa and
P. K. Bharadwaj, /. Am. Chem. Soc., 2012, 134, 19432.

38 A. Shigematsu, T. Yamada and H. Kitagawa, J. Am. Chem.
Soc., 2011, 133, 2034-2036.

39 B. Wy, X. Lin, L. Ge, L. Wu and T. Xu, Chem. Commun., 2013,
49, 143-145.

40 J.-C. Perrin, S. Lyonnard and F. Volino, J. Phys. Chem. C,
2007, 111, 3393.

41 H. Jobic, H. Ernst, W. Heink, J. Kérger, A. Tuel and M. Bée,
Microporous Mesoporous Mater., 1998, 26, 67.

Chem. Sci,, 2019, 10, 1492-1499 | 1499


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c8sc03022g

	Modulating proton diffusion and conductivity in metaltnqh_x2013organic frameworks by incorporation of accessible free carboxylic acid...
	Modulating proton diffusion and conductivity in metaltnqh_x2013organic frameworks by incorporation of accessible free carboxylic acid...
	Modulating proton diffusion and conductivity in metaltnqh_x2013organic frameworks by incorporation of accessible free carboxylic acid...
	Modulating proton diffusion and conductivity in metaltnqh_x2013organic frameworks by incorporation of accessible free carboxylic acid...

	Modulating proton diffusion and conductivity in metaltnqh_x2013organic frameworks by incorporation of accessible free carboxylic acid...
	Modulating proton diffusion and conductivity in metaltnqh_x2013organic frameworks by incorporation of accessible free carboxylic acid...
	Modulating proton diffusion and conductivity in metaltnqh_x2013organic frameworks by incorporation of accessible free carboxylic acid...
	Modulating proton diffusion and conductivity in metaltnqh_x2013organic frameworks by incorporation of accessible free carboxylic acid...
	Modulating proton diffusion and conductivity in metaltnqh_x2013organic frameworks by incorporation of accessible free carboxylic acid...

	Modulating proton diffusion and conductivity in metaltnqh_x2013organic frameworks by incorporation of accessible free carboxylic acid...
	Modulating proton diffusion and conductivity in metaltnqh_x2013organic frameworks by incorporation of accessible free carboxylic acid...
	Modulating proton diffusion and conductivity in metaltnqh_x2013organic frameworks by incorporation of accessible free carboxylic acid...


