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Sulphur-containing polymers are utilized in applications ranging from vulcanized rubbers to optical

materials and proton conducting membranes. Typically, sulphur-containing polymers are synthesized via

condensation methods. While ring-opening metathesis polymerization is a useful tool for polymerizing

functional monomers, previous reports have shown difficulties incorporating sulphur-containing func-

tional groups due to Ru–S interactions. In this work, we report the synthesis and polymerization of a

number of poly(oxa)norobornenes containing sulfonate, sulfone, and sulfoxide sidechains. We demon-

strate the effects of the identity of the bridge group, sidechain R groups, and substituent stereochemistry

on polymerization rates, molecular weight distributions, and thermal properties. Interestingly, while the

exo-norbornene phenyl sulfoxide monomer was effectively polymerized, the endo isomer resulted in

exclusive single addition to the Ru catalyst due to sulphur chelation to the metal centre. This monomer

could however be used for alternating copolymerization with other cyclic olefins.

Introduction

Sulphur-containing polymers are employed in a range of com-
mercial applications from conjugated polymers to high refrac-
tive index materials.1 Since the first half of the 19th century,
rubbers have been vulcanized with elemental sulphur to
produce materials with controlled degrees of crosslinking and
improved physical properties.2 More recently, in 1962, DuPont
commercialized Nafion, a perfluorinated polymer with sulfo-
nate groups, which allow the material to be used as a proton-
conducting membrane in fuel cells.3 Most sulphur-containing
polymers, such as polysulfones, are synthesized via step-
growth condensation methods. However, incorporating
sulphur-based functionalities into polymers via living chain-
growth methods is desirable to control polymer molecular
weight, chain-end identity, and dispersity.

Ring-opening metathesis polymerization (ROMP) is a
powerful chain growth technique that is typically driven by the
release of monomer ring strain. While Grubbs-type metathesis
catalysts are popular due to their high functional group toler-
ance, some sulphur-containing functional groups have been

shown to be reactive with these Ru-based complexes. Emerik
previously polymerized of a six-membered disulfide-containing
monomer.4 Although copolymerization with cis-cyclooctene
was possible, the attempted homopolymerization of the di-
sulfide monomer resulted in only oligomers, with authors
finding evidence that Ru–S interactions lead to catalyst degra-
dation. However, not all sulphur-containing functional groups
are incompatible with Ru metathesis catalysts. Successful
cross metathesis has been reported for vinyl sulfones and sulf-
oxides, suggesting acceptable compatibility with second gene-
ration Grubbs catalysts.5

We believed that, unlike sulphides, oxidized sulphur func-
tional groups (sulfoxides, sulfones, and sulfonate esters) could
be incorporated into strained cyclic olefins and polymerized
without significant interaction with the catalyst Ru centre.
Additionally, due to the electron-withdrawing nature of these
sulphur-containing functional groups, we believed the facile
synthesis of (oxa)norbornene monomers could be accom-
plished via the Diels–Alder reaction of vinyl compounds and
either furan or cyclopentadiene. The ease of accessing a range
of vinyl sulfones/sulphides would allow us to probe the effects
of side chain identity and stereochemistry on polymerization
kinetics and polymer thermal properties.

We were particularly interested in investigating the differ-
ences in metathesis behaviour between norbornene and oxa-
norbornene derivatives. Recent studies on oxanorbornene
metathesis showed several monomers capable of single unit

†Electronic supplementary information (ESI) available. See DOI: https://doi.org/
10.1039/d4py01307g
‡O.P.C and A.B. contributed equally to this work.

Wesleyan University, Department of Chemistry, 52 Lawn Ave, Middletown, CT 06457,

USA. E-mail: belling@wesleyan.edu

This journal is © The Royal Society of Chemistry 2025 Polym. Chem., 2025, 16, 1653–1658 | 1653

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

9 
 2

02
5.

 D
ow

nl
oa

de
d 

on
 2

3.
02

.2
02

6 
02

:4
8:

36
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.

View Article Online
View Journal  | View Issue

http://rsc.li/polymers
http://orcid.org/0009-0009-7686-9726
http://orcid.org/0000-0002-1461-4703
http://orcid.org/0000-0002-8967-7995
https://doi.org/10.1039/d4py01307g
https://doi.org/10.1039/d4py01307g
https://doi.org/10.1039/d4py01307g
http://crossmark.crossref.org/dialog/?doi=10.1039/d4py01307g&domain=pdf&date_stamp=2025-04-02
http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d4py01307g
https://pubs.rsc.org/en/journals/journal/PY
https://pubs.rsc.org/en/journals/journal/PY?issueid=PY016015


monomer addition (SUMI) in part due to slow oxanorbornene
propagation due to oxygen coordination with the Ru centre.6

Prior to these reports, only select other monomers capable of
SUMI via ROMP have been reported.7 No norbornenes deriva-
tives have thus far shown similar SUMI. We believed careful
study of a range of (oxa)norbornene monomers was warranted
due to the potential discovery of new, interesting metathesis
activity.

In this study, a range of new (oxa)norbornene were syn-
thesized with sulfonate, sulfone, and sulfoxide side chains.
The stereoisomers were carefully separated to investigate the
polymerization of the endo and exo isomers. All (oxa)norbornes
containing sulfonate and sulfone sidechains were polymeriz-
able, resulting in polymers with high glass transition tempera-
tures (Tgs) with narrow molecular weight distributions (Fig. 1).
However, the polymerizability of sulfoxide-containing mono-
mers was dependent on substituent stereochemistry, with
SUMI observed for the endo norbornene monomer.

Results and discussion
Synthesis of (oxa)norbornene monomers

The (oxa)norbornene monomers investigated in this study
were synthesized in either one or two steps (Fig. 2a). n-Butyl
and isopropyl vinyl sulfonates were synthesized via a one-pot
sulfonation–elimination reaction with 2-chloroethanesulfonyl
chloride, triethylamine, and the corresponding alcohol, both
in excellent yields. While we attempted to synthesize the
phenyl vinyl sulfonate from phenol, the product was too hydro-
lytically unstable to be isolated in high yield or used in the
subsequent Diels–Alder reactions. Phenyl vinyl sulfone and
phenyl vinyl sulfoxide were both purchased from commercial
sources. These vinyl compounds were selected in order to
probe the effect of the role of R group sterics on polymeriz-
ation rates and polymer properties as well as the ability to
incorporate a range of sulphur-based functional groups into
polymers via ROMP.

Next, the norbornene and oxanorbornene monomers were
synthesized via a Diels–Alder cycloaddition of the desired vinyl
compound with five equivalents of cyclopentadiene or furan,
respectively (Fig. 2b). The reactions were performed neat in

Fig. 1 (a) Metathesis of (oxa)norbornene monomers with sulfonate
ester and sulfone side chains resulted in well controlled polymerizations;
(b) metathesis of exo-norbornene sulfoxide resulted in polymerization
with broad dispersities; (c) metathesis with the endo-norbornene sulfox-
ide monomer resulted in single unit monomer addition (SUMI).

Fig. 2 (a) Synthesis of vinyl sulfonate esters from 2-chloroethanesulfonyl chloride and the corresponding alcohol; (b) synthesis of (oxa)norbornene
monomers via the Diels–Alder cycloaddition of the desired vinyl compounds and either cyclopentadiene or furan; (c) scope of monomers and cata-
lyst used in this study.
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pressure flasks at 80 °C for 24 h. The monomers used in this
study (Fig. 2c) were obtained at varying degrees of conversion
from the starting material (Table S1†). Quantitative conversion
was obtained for all norbornene monomers synthesized with
cyclopentadiene (1N, 2N, 3N, 4). However, significant amounts
of vinyl starting material remained for all oxanorbornene
monomer syntheses (1O, 2O, 3O). In particular, the yield of 2O
was low as assessed by 1H NMR analysis, with a significant
amount of insoluble black material collected when following
the standard reaction and negligible monomer isolated follow-
ing silica gel chromatography. However, enough 2O was iso-
lated after the reaction was performed using a fifty-fold excess
of furan.

We also quantified the exo/endo stereoisomer ratio via ana-
lysis of the crude 1H NMR spectra, using the characteristic
coupling constants (as predicted by the Karplus equation) to
inform our isomer identification.8 For the norbornene mono-
mers, major product was the endo isomer, as would be
expected for a classical Diels–Alder system operating under
kinetic control.9 Interestingly, for the furan monomers, the
major product was instead the exo isomer.

To examine the factors that underlie both the different
extents of conversion and the different composition of stereoi-
somers, we performed a DFT study mapping out relative tran-
sition state and product free energies for exo and endo stereoi-
somers originating from cyclopentadiene and from furan.
Calculations were performed at the M06-2x/6-31G(d) level,
which has been shown to agree well with experimental acti-
vation parameters of Diels–Alder reactions.10 Given the similar
conversions and product distributions for the range of mono-
mers used in this study, we narrowed our focus to only the
cycloaddition of phenyl vinyl sulfonate with either cyclopenta-
diene or furan. Key insights from computational analysis are
summarized in Fig. 3. In the case of cyclopentadiene reacting
with phenyl vinyl sulfone (Fig. 3a) the exo/endo ratio is kineti-
cally driven given that product formation is significantly exer-
gonic (−ΔG° = 19.3–20.3 kcal mol−1) such that the reverse
Diels–Alder reaction is kinetically prohibitive. Computations
predict an exo/endo ratio of 30 : 70, which is consistent with
the experimental ratio of 34 : 66. Furthermore, the large
thermodynamic driving force and relatively low free energy
barriers (ΔG‡ = 21.9–22.4 kcal mol−1) support the experi-
mentally observed high conversion of norbornene derivatives.

Computational modelling of the reactivity between phenyl
vinyl sulfone reacts and furan (Fig. 3b) predicts the oxanorbor-
nene product formation to be exergonic, but only slightly, with
exo and endo free energies of −2.0 and −2.1 kcal mol−1,
respectively. Free energy barriers are found to be ∼4–5 kcal
mol−1 higher than for the same reaction with cyclopentadiene.
Given the low predicted thermodynamic driving force and
moderate transition state barriers, the Diels–Alder reaction
with furan is predicted to be under thermodynamic control.
The calculated exo/endo ratio of 46 : 54 is consistent, within
error, of the experimentally measured ratio of 58 : 42.

To carefully examine the effects of side chain stereo-
chemistry on polymerization and material properties, we care-

fully separated the two stereoisomers via flash chromatography
on silica gel. In all cases, we found that the first isomers to
elute were the endo stereoisomers. Given similar overall
polarities of the molecules, significant coelution was often
observed. In these cases, small fractions were collected to
ensure.

Propagation kinetics

Having obtained pure stereoisomers monomers of each (oxa)
norbornene, we studied the propagation kinetics when the
monomers were polymerized with Grubbs fast initiating cata-
lyst (G3). Previous studies have examined the propagation of
other endo/exo norbornene derivatives.11 A stock solution of G3
in CDCl3 was prepared and 1 equiv. of G3 was added to 100
equiv. of monomer in a sealed NMR tube under an atmo-
sphere of nitrogen. 1H NMR spectra of the solution were
acquired over a range of timepoints to observe the monomer
conversion to polymer. The relationship between ln[M/M0] and

Fig. 3 Potential energy diagrams of the reaction of phenyl vinyl sulfone
with either (a) cyclopentadiene or (b) furan.
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time was linear, suggesting fast initiation and a well-controlled
polymerization. The pseudo first-order rate constants for the
polymerization of these monomers are shown in Table 1.

In comparing the rate constants of these monomers, a few
distinct trends emerged. In all cases, the norbornenes had
greater propagation rate constants than the corresponding
oxanorbornenes, a phenomenon that has been previously
reported.12 The origins of this behaviour have not fully been
investigated, perhaps due to the formation of an oxygen
chelate with the Ru centre. Additionally, the exo isomers poly-
merized at a faster rate than the endo isomers. While the
Grubbs catalyst is thought to exhibit preferential binding to
the exo face of the monomer, the decreased reaction rates of
endo-substituted monomers is thought to be due to the signifi-
cant strain in endo-substituted monomers will result upon for-
mation of the metallacyclobutane intermediate.13

The comparisons between the propagation rates and R
group were particularly interesting. Looking at the exo-norbor-
nene isomers of 1N, 2N, and 3N, as the R group was changed
from OnBu to OiPr to Ph, the propagation rate constant
increased from 26.4 M−1 s−1 to 35.6−1 s−1. Conversely, for the
endo-norbornene isomers, the rate decreased from 8.4 M−1 s−1

to 1.8 M−1 s−1. This suggested that the endo monomer
polymerization rates larger sterics significantly slowed propa-
gation. For endo-3N, arene–Ru interactions could have resulted
in the slowed reaction.14 Conversely, for the exo-isomers, the
larger R groups could result in less interaction between the
electronegative side-chain atoms and the Ru centre. Originally,
a phenyl sulfonate monomer had been targeted, but the hydro-
lytic instability made it impossible to isolate. When looking at
the oxanorbornene derivatives, a similar trend was observed.

Finally, we investigated the polymerization of the sulfoxide
monomer 4. exo-4 was polymerizable, albeit at a slow rate,
with a rate constant of 2.8 M−1 s−1. However, upon attempting
the same kinetics study with endo-4, no observable conversion
was observed. We additionally attempted to polymerize endo-4

with a monomer to G3 ratio of 10 : 1. After 24 h, only 9% con-
version was observed via 1H NMR spectroscopy (Fig. S1†). This
suggested that after initial ring opening, the S–Ru chelation
prevented further polymerization, resulting in monomer single
addition to the catalyst. To support our hypothesis that this S–
Ru was the primary cause of this slow reactivity, we syn-
thesized ketone analogue endo-5. While this polymer showed
slow propagation, it nevertheless polymerized with a rate con-
stant of 2.6 kcal mol−1.

Polymer properties

All monomers were next polymerized with a monomer :G3
ratio of 100 : 1 in CHCl3 for 30 min to ensure complete conver-
sion. Polymerization was terminated following the addition of
excess ethyl vinyl ether, and polymers were precipitated out of
methanol. The polymer samples were then subjected to gel-
permeation chromatography (GPC) analysis with DMF as the
mobile phase to investigate the samples’ molecular weights
and dispersities (Table 2). Most of the samples were not
soluble in THF.

While all polymers had Mn GPC that varied greatly from
their predicted theoretical Mn, this was largely owed due to the
reliance on polymethyl methacrylate (PMMA) standards as
opposed to more values from multi-angle static light scatter-
ing. For all sulfonate and sulfone monomers, the molecular
weight dispersities were rater low, typically below 1.1. The one
exception was poly(endo-2N), with a Đ of 1.19. Interestingly,
this was the same monomer that was shown to have a refrac-
tory period before significant propagation as observed,
suggesting the increased dispersity may have been from slow
initiation.

Table 2 GPC and DSC analysis for homopolymers and copolymers

Monomer Comonomer
Mn theo

c

(kDa)
Mn GPC

d

(kDa) Đd Tg
e (°C)

exo-1Na — 23.0 97.0 1.06 178
endo-1Na — 23.0 49.4 1.03 175
exo-1Oa — 23.2 51.6 1.04 186
endo-1Oa — 23.2 115.1 1.09 178
exo-2Na — 21.6 41.6 1.12 174
endo-2Na — 21.6 44.7 1.19 177
exo-2Oa — 21.8 65.2 1.07 196
endo-2Oa — 21.8 71.2 1.07 206
exo-3Na — 23.4 56.8 1.03 192
endo-3Na — 23.4 57.8 1.04 182
exo-3Oa — 23.6 54.2 1.12 180
endo-3Oa — 23.6 42.4 1.10 187
exo-4a — 21.8 24.9 1.44 170
endo-5a — 19.8 27.6 1.08 173
endo-4b CPen 32.9 12.3 1.34 164
endo-4b COct 28.6 14.4 1.30 165

a Reaction conditions: CDCl3, [M]0/[G3]0 = 100, 30 min. b Reaction con-
ditions: CDCl3, [M]0/[G3]0 = 100, [M]0 : comonomer 1 : 2, 24 h. c Mn theo
calculated assuming complete G3 initiation and quantitative
monomer conversion. dGPC analysis performed in DMF with PMMA
calibrants used to determine Mn GPC and Đ. e Tg determined using tran-
sition observed on second heating.

Table 1 First-order propagation kinetics

Monomer Stereoisomer Rate constanta (M−1 s−1)

1N exo 24.8 ± 3.4b

endo 8.0 ± 3.5b

1O exo 4.2
endo 2.5

2N exo 27.2
endo 10.6

2O exo 5.0
endo 2.0

3N exo 35.6
endo 1.8

3O exo 19.5
endo 0.4

4 exo 2.8
endo —

5 endo 2.6

a Reaction conditions: CDCl3, [M]0/[G3]0 = 100. b Kinetics experiments
performed in quadruplicate. The rate constant is the average of the
four experiments, with the error the standard deviation.
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Additionally, we investigated the thermal properties of
these samples via differential scanning calorimetry (DSC). All
samples displayed only one second-order thermal transition
corresponding to the glass-transition temperature (Tg) at high
temperatures >170 °C. Interestingly, no consistent relationship
between the bridgehead group identity or stereochemistry and
Tg were noticed. Unsurprisingly, the larger –OiPr and –Ph R
groups resulted in polymers with slightly higher Tgs than the
polymers with the more flexible, linear –OnBu side chains.
The difference between the lowest and highest Tgs for all
polymer samples was 42 °C.

Alternating polymerization with endo-4

Finally, we sought test if the poor propagation of endo-4 could
instead be used to synthesize alternating polymers with cyclic
olefins cyclopentene (CPen) and cyclooctene (COct). While
both CPen and COct are capable of homopolymerization at
appropriately high concentrations, we hypothesized that the
higher strain of endo-4 that results in single addition would
result in rigorous alternation. Following ring opening, the S–
Ru chelation would prevent further polymerization of the steri-
cally demanding endo-4. However, upon ring opening of CPen
or COct, a new endo-4 would coordinate and ring open.
Copolymerization of endo-4 with either CPen or COct was
attempted at 1 M overall in monomer, with endo-4 to cyclic
olefin ratio of 1 : 2. The copolymerization of endo-4 with both
CPen and COct was particularly slow, with after 24 h only 10%
and 18% conversion, respectively, as observed by 1H NMR
spectroscopy (Fig. S2 and S3†). While due to the low conver-
sions and poor solubility of endo-4 in MeOH made full charac-
terization of the copolymers impossible, an analysis of the 1H
NMR spectra showed a roughly 1 : 1 incorporation of both
monomers despite the greater monocyclic olefin in solution,
suggesting highly rigorous alternation at least at low conver-
sion. Neither endo-4 nor CPen are homopolymerizable at an
initial concentration of 0.05 M, with CPen’s critical equili-
brium concentration at 25 °C > 0.8 M.15 To be sure, metathesis
below the equilibrium concentration does not preclude the
possibility of several additions of CPen.16 However, the similar
incorporation of both CPen and COct despite COct having an
equilibrium concentration >0.05 M suggests significant alter-
nation.17 Studies are ongoing to better characterize the single-
addition nature of endo-4 and to quantify its degree of alterna-
tion with lower-strain cyclic olefins.

The GPC traces of these samples showed low Mn values
reflective of the low conversion. The dispersities ∼1.3
suggested a broader molecular weight distribution, but inter-
estingly a better MW control than observed with the homopo-
lymerization of exo-4. The incorporation of ring-opened CPen
and COct units resulted in polymers with slightly lower Tgs of
164 and 165 °C, respectively.

These data represent the first example of a norbornene
monomer capable of SUMI. However, the slow kinetics of
copolymerization suggest the S–Ru chelation may be too great
to allow high MW copolymerization under reasonable time
restrains. Synthesizing a range of sulfoxide monomers could

be a reasonable pathway for discovering other SUMI mono-
mers with a range of polymerization kinetics.

Conclusions

In this work, we sought to expand the scope of ROMP mono-
mers by synthesizing (oxa)norbornene derivatives with side
chains featuring sulfonate, sulfone, and sulfoxide groups. By
carefully synthesizing and purifying the stereoisomers of these
monomers, we were able to rigorously probe the effects of
stereochemistry, bridge group identity, and R group on kine-
tics and polymer properties. All monomers were successfully
incorporated into high molecular weight polymers with narrow
molecular weight dispersities. Notably, we discovered that sulf-
oxide monomer endo-4b engaged in single addition with
initiator G3, resulting in the alternating copolymerization of
endo-4b with monocyclic olefins. Future investigations will
focus further expanding the scope of monomers with sulfoxide
side chains that may be capable of SUMI.
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