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Dithieno[2,3-d;2’,3’-d]benzo[2,1-b;3,4-b‘]-
dithiophene: a novel building-block for a
planar copolymer†
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A planar heteroacene building block, dithieno[2,3-d;2’,3’-d’]benzo-

[1,2-b;3,4-b’]dithiophene (DTmBDT), is reported via a facile syn-

thetic procedure. Single-crystal X-ray diffraction of Br2-DTmBDT

reveals that dodecyl chains interdigitate, still enabling close π-stack-
ing of 3.42 Å. A very high molecular weight quasi-planar copolymer

PDTmBDT-DPP exhibited a high hole mobility of 0.36 cm2 V−1 s−1 in

preliminary studies of organic field-effect transistors.

Conjugated molecules have become popular in the recent
years for their applications mainly in organic electronics1

[organic light emitting diodes (OLEDs), organic field-effect
transistors (OFETs), and organic photovoltaics (OPVs)] due to
their tunable structure, solution processability and thermal
stability along with their advantages of flexibility, lightweight,
and low-cost for use in large-area displays, sensors, detectors,
and light harvesting devices.2 In the recent years, there has
been tremendous progress in the development of hetero-
acenes, fused conjugated molecules and their corresponding
polymers towards attaining high charge carrier mobilities.3–6

However, the device performance needs to be improved with a
modified synthetic design of polymers for simple processing
technologies, which remains an essential task.7,8

Earlier investigations have shown that the planarization
and energy levels of copolymers can be tuned by the choice of
respective donor (D) and acceptor (A) comonomers.9–11 Recent
developments in D–A copolymers consisting of fused planar
molecules as donors and electron-acceptors such as naphthal-
ene diimide (NDI),12,13 diketopyrrolopyrrole (DPP),14–17 and
2,1,3-benzothiadiazole (BTZ),9,18,19 have shown significant pro-

gress in OFETs and OPVs. Moreover, among the class of
π-extended ring-fused heteroacenes, thiophene-based hetero-
acene6 donors especially those with thieno[3,2-b]thiophene
(TT) units have gained much importance.19–24

In the quest for developing heteroatom containing acenes,
we have reported five-ring-fused pentacene analogs, benzo[1,2-
b;4,5-b′]bis[b]benzothiophene (BBBT),25 dithieno[2,3-d;2′,3′-d′]-
benzo[1,2-b;4,5-b′]dithiophene (DTBDT)26 and heptacene
analog dithienothieno[2,3-d;2′,3′-d′]benzo[1,2-b;4,5-b′]dithio-
phene (DTTBDT)27 (Fig. 1). However, introducing solubilizing
groups on the central core of these molecules will disturb the
π-stacking. In this work, we present the facile synthesis of a
novel didodecyl substituted tetrathiapentacene donor unit,
dithieno[2,3-d;2′,3′-d′]benzo[1,2-b;3,4-b′]dithiophene (DTmBDT).
The current versatile building block DTmBDT can be easily
made soluble with dodecyl side chains at the central benzene
ring and functionalized with halogens in the alpha positions
of the outer thiophenes for further reactions. We demonstrate
the potential of this highly soluble heteropentacene donor
unit by copolymerization with 2,5-bis(2-octyldodecyl)-3,6-
di(thiophen-2-yl)-2,5-dihydropyrrolo[3,4-c]pyrrole-1,4-dione (DPP)
as an electron-acceptor.

The synthetic route of PDTmBDT-DPP is sketched in
Scheme 1. First thieno[3,2-b]thiophene (1) was converted to

Fig. 1 Thiophene fused heteroacene molecules.
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2,5-dibromothieno[3,2-b]thiophene (2) via bromination and
selective monosilylation which was carried out using n-BuLi
followed by the reaction with trimethylsilylchloride to yield
(5-bromothieno[3,2-b]thiophen-2-yl)trimethylsilane (3). Then
the lithium diisopropylamide (LDA) induced migration of bro-
mides of compound 3 to the β-position and dimerization using
CuCl2 were accomplished in a one-pot reaction to acquire dimer
4. The planarized and ring closed derivative 6 was achieved
through the Suzuki–Miyaura coupling reaction of dimer 4 and
1,2-didodecyl ethenyl diboronicester 5 in 84% yield. The disi-
lane derivative was then converted to the dibromo derivative
Br2-DTmBDT in 95% yield using N-bromosuccinimide (NBS).

According to our previous work,28 tri-tert butylphospho-
niumtetrafluoroborate ((t-Bu)3P·HBF4) is an effective ligand to
yield high molecular weights with Pd2(dba)3 in Suzuki coup-
lings based on diketopyrrolopyrrol diboronicester (7). There-
fore, the same polymerization conditions were used to
synthesize the copolymer PDTmBDT-DPP via the Suzuki
polymerization reaction between the building block Br2-
DTmBDT and DPP diboronicester 7. After purification on a
Soxhlet extractor with methanol, acetone and hexane to
remove the oligomeric fractions and final extraction with
chloroform, the highest molecular weight polymer was
achieved (Mn = 308.9 kDa and Mw = 976.4 kDa against poly-
styrene standards in THF). However, polydispersity (PDI = 3.2)

of the polymer was found to be slightly high which might be
due to aggregation of highly planar polymeric segments.

Single crystal XRD analysis of Br2-DTmBDT revealed that
these crystals were packed in the P21/c (monoclinic) space
group (Fig. 2). It was found that the Br2-DTmBDT is a comple-
tely planar structure and forms a dyad between two molecular
planes in a face-to-face manner with a π–π distance of 3.42 Å and
follows a “herringbone” pattern of dyads. Interestingly, these two

Fig. 2 Crystal structure and packing patterns of Br2-DTmBDT: (a)
crystal structure, (b) alkyl chain interdigitation and close packing, (c) π–π
interactions in the dyad and (d) the top view of the dyad.

Scheme 1 Synthesis of the new donor molecular building block and PDTmBDT-DPP copolymer.

Communication Polymer Chemistry

1546 | Polym. Chem., 2016, 7, 1545–1548 This journal is © The Royal Society of Chemistry 2016

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

6 
Ja

nu
ar

i 2
01

6.
 D

ow
nl

oa
de

d 
on

 2
1/

02
/2

02
6 

02
.4

5.
37

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c6py00023a


molecules in one dyad only overlap through the TT units
(Fig. 2d). Most surprisingly, the dodecyl chains of the neighbor-
ing molecules were packed in an interdigitating manner.

The solution state absorption spectrum of PDTmBDT-DPP
in TCB shows a maximum absorption wavelength (λmax) at
753 nm with a shoulder peaking at 685 nm (Fig. 3a). The λmax

is attributed to intramolecular charge transfer (ICT) between
the donor and acceptor in the polymer backbone (Fig. S2a†).29

The thin film of PDTmBDT-DPP prepared by drop-casting a
TCB solution onto a quartz plate displayed the same absorp-
tion wavelength but with higher intensities of the shoulder
peaks at a lower absorption wavelength compared to that in
solution. The optical bandgap of PDTmBDT-DPP derived from
the onset of the absorption spectrum of the film is 1.51 eV.
The predicted (TD-SCF) UV-vis absorption spectra suggest that
the effective conjugation might be extended up to three repeat-
ing units of the copolymer (ESI, Fig. S2b†).

The electrochemical properties of the polymer were investi-
gated by cyclic voltammetry of drop-cast films on an ITO sub-
strate. PDTmBDT-DPP showed multiple oxidations (Fig. 3b).

The first oxidation (E1/2ox1) occurred at 0.66 V with an onset
potential of 0.27 V leading to an ionization potential (IP) of
−5.07 eV. The first reduction (E1/2red1) of the polymer appeared at
−1.54 V by showing an onset potential at 1.27 V and the elec-
tron affinity (EA) was found to be −3.53 eV. The IP and EA
energy levels are calculated from the respective first oxidation
and reduction onset potentials and the electrochemical energy
gap (1.54 eV) is quite close to the optical bandgap. It was
found from the density functional theory (DFT) calculations
(B3LYP, 6-31G(d)) of the frontier orbitals that the HOMO is dis-
tributed over the two DPP units and one DTmBDT unit.
However, the DPP units (Fig. S3–S5†) majorly contribute to the
LUMO. Interestingly, the dihedral angles between the DPP and
DTmBDT units were found to be 2–3 degrees leading to a
quasi-planer polymer backbone (ESI†).

TGA analysis revealed that the polymer was stable up to
410 °C with only 2% weight loss under a nitrogen atmosphere
(Fig. S9a†). DSC analysis showed that PDTmBDT-DPP has a
high glass transition temperature (Tg) of 189 °C and a segmen-
tal melting point at 331 °C along with a corresponding crystal-
lization peak at 311 °C while cooling (Fig. S9b†).

The charge carrier transport of PDTmBDT-DPP was investi-
gated using bottom-gate bottom-contact configuration OFET
devices with 50 nm-thick Au electrodes as the source and
drain and 300 nm-thick SiO2 as the dielectric source. The
semiconducting PDTmBDT-DPP layer was drop-cast from a
chloroform solution at a concentration of 2 mg ml−1. In order
to remove the residual solvent in the drop-cast thin film,
annealing was performed at 100 °C for 30 min. All electrical
measurements were performed under a nitrogen atmosphere.
The transfer (Fig. 4) and output (Fig. S10†) characteristics indi-
cated a typical linear saturation behavior. From the transfer
plots, hole transport is observed with the mobility of
0.36 cm2 V−1 s−1 and the on/off ratio reaches 105.

The polymer organization of the PDTmBDT-DPP drop-cast
film on the silicon dioxide dielectric surface of the transistor
was investigated by grazing incidence wide-angle X-ray scatter-
ing (GIWAXS). The PDTmBDT-DPP film showed a high degree

Fig. 3 (a) UV-vis absorption spectra at room temperature (dotted line –

drop cast thin film absorption on the quartz plate, thick line – dilute
solution absorption in TCB), (b) cyclic voltammetric profile (in 0.1 M
Bu4NPF6 in dichloromethane as the supporting electrolyte with a scan
rate of 100 mV s−1 and the potentials reported are versus the Fc+/Fc
redox couple as an external standard) of DTmBDT copolymer. Fig. 4 OFET transfer characteristics.
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of order in the out-of-plane direction (along qz for qxy = 0 Å−1)
as indicated by reflections up to the third order (Fig. S11†).
These scattering intensities confirmed a typical lamellar
organization with a high long-range order on the surface with
an interlayer distance of ∼2.18 nm. A similar trend of layered
behavior was observed in the AFM analysis of the OFET device
(Fig. S12†). The wide-angle in-plane reflection was assigned to
a π-stacking distance of 3.7 Å of the edge-on arranged conju-
gated backbones.30 In this edge-on organization, the π-stacking
direction is oriented parallel to the surface, which is beneficial
for charge carrier transport in field-effect transistors.

In summary, we have synthesized a novel fused tetrathia-
pentacene building block with solubilizing side chains not
hindering the p-stacking and a corresponding copolymer
PDTmBDT-DPP. This polymer exhibited a very high molecular
weight, highly planar back-bone and excellent thermal stability
up to 430 °C. For the new heteroacene with dodecyl side
chains, very good π-stacking (3.4 Å) and alkyl side chain inter-
digitation were found from the single crystal analysis making
this donor molecule itself promising for future independent
OFET studies and also for the synthesis of planar copolymers
with different acceptors. In first device experiments with
PDTmBDT-DPP, we have demonstrated the high charge carrier
nobilities of 0.36 cm2 V−1 s−1. These preliminary results are
highly promising towards solution processable OFET appli-
cations, and complete investigations on device optimization
and performance including OPV characterization are in pro-
gress in our laboratory.
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Johannes Gutenberg-University, Mainz for crystal structure
analysis and Jutta Schnee for helping in the synthesis of
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edge the FP7 MC-fellowship. KACST is highly acknowledged
for financial support.
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