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Reducing defect density in UiO-68–CHO is key for
its efficient and reliable post-synthetic
modification†

Marcin Wiszniewski and Michał J. Chmielewski *

Post-synthetic modification (PSM) is a powerful tool for introducing complex functionalities into metal–

organic frameworks (MOFs). Aldehyde-tagged MOFs are particularly appealing platforms for covalent PSM

due to the high reactivity of aldehyde groups, but the same feature also makes their solvothermal synthesis

challenging. In this work, we show that while lowering the temperature during the synthesis of aldehyde-

tagged UiO-68 avoids aldehyde group degradation and yields a highly porous and crystalline material, the

resulting UiO-68–CHO contains a large fraction of missing linker defects and, as a result, its PSM is both

inefficient and non-repeatable. However, we also show that this problem could be solved by 1) using an

excess of linker during the synthesis of the MOF and 2) by soaking the crude material in the solution of the

linker, which together reduce the density of defects enough to yield an excellent substrate for PSM.

Treatment of the ‘healed’ material with model amines gives nearly quantitative conversions of aldehydes

into imines, even if no excess of reagents is used. Importantly, the PSM of the ‘healed’ UiO-68–CHO gives

repeatable results over many days, unlike the PSM of the highly defective MOF. Owing to these

developments, various functionalities, such as new coordination sites, drug cargo, chirality, and

hydrophobicity, were successfully introduced into the UiO-68 framework. The deleterious influence of

defects on the PSM of MOFs and the solution to this problem proposed herein are likely to be of general

nature and hence might help in developing new and versatile platforms for covalent PSMs.

Introduction

Metal–organic frameworks are an exceptionally versatile class
of porous materials owing mainly to their well-defined
crystalline structures, permanent porosity and easy
tunability.1,2 This unique combination of properties makes
them attractive for numerous applications, such as gas
storage and separation,3–5 catalysis,6–8 sensing,9–11

electronics,12–14 photonics,15–17 drug delivery,18–20 and many
others.21–26 Some of these applications require
functionalisation of the MOF's pores with complex functional
groups, which are either too delicate to survive harsh
conditions of typical MOF syntheses, or preclude the
formation of the targeted MOF structure. Such functionalities
may be introduced by covalent post-synthetic modification
(PSM) of MOFs having linkers with reactive groups, such as
–NH2, –N3, alkynyl, or –CHO.27–29 Unfortunately, however, the
availability of such MOFs is limited, mainly because the high
reactivity that makes a functional group attractive for PSM
makes it also more prone to side reactions during the
synthesis of MOFs.
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Design, System, Application

Ideal MOFs for PSM should combine highly stable frameworks with highly reactive functional groups. With the aim to reconcile these seemingly
contradictory requirements, efforts are made to synthesize these materials under mild conditions, wherein the reactive functional groups remain
unchanged. Using UiO-68–CHO as an example, we show here that although the resulting MOFs may seem to be nicely crystalline by PXRD, they may also
contain large amounts of missing linker defects, which make them unstable during PSM. As a result, PSMs of such materials give low yields and are non-
repeatable. We show also that this problem could be easily solved by using an excess of linkers during the solvothermal syntheses of the MOFs, followed by
a simple healing procedure, wherein the as-synthesized MOF is soaked in solution of ligand to fill its missing linker defects. Using this approach, we
obtained an almost perfect substrate for PSM, i.e. the UiO-68–CHO MOF that gives nearly quantitative yields in model PSMs, even if no excess of reagents
is used. Moreover, the PSM of the ‘healed’ UiO-68–CHO gives repeatable results over a long time, in contrast to the substrate with high defect density.
Owing to these developments, various complex functionalities were successfully introduced into the UiO-68 framework.

Pu
bl

is
he

d 
on

 0
6 

Ju
li 

20
23

. D
ow

nl
oa

de
d 

on
 1

6/
10

/2
02

5 
04

.2
8.

53
. 

View Article Online
View Journal  | View Issue

http://crossmark.crossref.org/dialog/?doi=10.1039/d3me00071k&domain=pdf&date_stamp=2023-10-27
http://orcid.org/0000-0002-4633-9304
http://orcid.org/0000-0002-3703-7670
https://doi.org/10.1039/d3me00071k
https://doi.org/10.1039/d3me00071k
https://doi.org/10.1039/d3me00071k
https://pubs.rsc.org/en/journals/journal/ME
https://pubs.rsc.org/en/journals/journal/ME?issueid=ME008011


1382 | Mol. Syst. Des. Eng., 2023, 8, 1381–1387 This journal is © The Royal Society of Chemistry and IChemE 2023

Thus far, the most popular platforms for covalent PSM
have been amine-tagged MOFs.27,29 Aromatic amines are
sufficiently stable to survive the harsh solvothermal
conditions of many MOFs' synthesis, and yet sufficiently
reactive to give high conversions in reactions with acyl
halides, acid anhydrides, aldehydes, and other reagents.
However, due to the rather poor nucleophilicity of aromatic
amines, large, even several-fold excess of reagents is often
required to reach a satisfactory degree of PSM.30–39 This is
problematic for economic and environmental reasons,
especially when complex, difficult to make, or very expensive
reagents have to be used.

A promising alternative to the amine-tagged MOFs is
MOFs with aldehyde groups. In contrast to amines, which
react with electrophiles, aldehydes react with nucleophiles,
such as amines, hydrazines, hydroxylamines, hydrazides,
alcohols, various carbanions, etc., and therefore offer
complementary reactivity. Moreover, aldehydes can be easily
reduced to alcohols or oxidised to carboxylic acids, as well as
subjected to reductive amination and other reactions.
Therefore, the incorporation of aldehyde groups into robust
MOFs with large pores seems to be a very attractive strategy
for obtaining versatile platforms for covalent PSM.

Unfortunately, however, the high reactivity of aldehydes
makes the synthesis of such materials challenging and, in
fact, only a few aldehyde-tagged MOFs have been described
in the literature thus far.40–48 Besides, most of these MOFs
have limited utility for PSM due to narrow pores or pore
windows (ZIFs),40–43 framework catenation (IRMOF),44,45 and/
or poor chemical stability (IRMOF, bioMOF).44–46 In 2016,
Gao and co-workers developed the synthesis of the first
aldehyde-tagged zirconium MOF, UiO-67–CHO.47 Zirconium
MOFs from the UiO family are known for their high thermal
and hydrolytic stability and large pores.49,50 They are also
known to require high temperatures for their synthesis, and
lowering the temperature results in large amounts of defects,
giving materials with lower stability.51 Unfortunately,
however, during the high temperature solvothermal synthesis
of zirconium MOFs, aldehyde groups undergo side reactions
with DMF.52,53 In order to avoid aldehyde degradation during
the synthesis of UiO-67–CHO, Gao and co-workers lowered
the reaction temperature from the typical 120 °C to 80 °C.
The obtained material was crystalline and highly porous, and
its aldehyde groups were successfully post-synthetically
functionalised by means of various C–N and C–C coupling
reactions. However, each PSM required a large excess of
reagents and the repeatability of the functionalisation was
not investigated. More recently, Manna and co-workers
described the synthesis of UiO-68–CHO.48 With even larger
pores and more expeditious linker synthesis, this material
seemed to be an even more attractive platform for PSMs, and
in particular for our planned studies on reversible,
thermodynamically controlled PSM of MOFs via imine
formation. However, in the original report, this material has
been functionalised with only one amine, valinol, which was
furthermore used in large excess. Also, our preliminary

experiments with the PSM of UiO-68–CHO with
stoichiometric amounts of amines gave disappointingly low
and non-repeatable yields.

In this contribution, we link the low yields and non-
repeatability of UiO-68–CHO post-synthetic modification to
the large defect density in its structure, caused by the low
temperature during the synthesis of this material.
Furthermore, we develop an improved synthetic protocol for
the synthesis of UiO-68–CHO, which reduces its defect
density to a level that allows for nearly quantitative and
highly repeatable PSM, without using a large excess of
reagents. Finally, we show that the “defect-free” UiO-68–CHO
is an excellent platform for PSM, by reacting it with various
functional amines. In this way, new coordination sites,
chirality, hydrophobicity, and even drug molecules were
successfully introduced into the UiO-68 framework.

Results and discussion
Optimization of the synthesis of UiO-68–CHO

Temperature screening. Aldehyde-bearing linkers have
been recently shown to undergo the Leuckart reaction (i.e.
reductive amination with dimethylamine from the
decomposition of DMF) under solvothermal conditions
typically employed for the synthesis of many MOFs.53 This
undesired reaction can be avoided by simply lowering the
reaction temperature, but this in turn might be detrimental
to the crystallinity of MOFs. To balance these contradictory
requirements, we started optimising the synthesis of UiO-68–
CHO by screening the reaction temperature.

Thus, we reacted zirconium chloride with 1 equiv. of H2L
in N,N-dimethylformamide, in the presence of water (3
equiv.) and benzoic acid (3 equiv.) as a modulator, at
temperatures ranging from 100 °C to 75 °C. After 70 h, the
resulting MOFs were washed with DMF and DCM, dried
under vacuum, and digested in a mixture of DMSO-d6 and
HF(aq) for

1H NMR studies.
At 100 °C, an almost quantitative conversion of the

aldehyde groups was observed, accompanied by clean
formation of a single product [Fig. 1]. Based on the 1H NMR,
13C NMR and MS spectra, we identified the product as the
tertiary amine formed by the reductive amination of aldehyde
with dimethylamine coming from DMF decomposition (the
Leuckart reaction, Fig. 1, see the ESI† for more details). This
is in agreement with the results described by Gao and co-
workers, who obtained analogous products from similar
aldehyde linkers.53 Thus, the solvothermal synthesis at 100
°C yielded a new MOF, UiO-68–CH2NHMe2

+Cl−, fully
functionalised with aliphatic tertiary amines (in the form of
hydrochloride). The material was fully characterised (see the
ESI† for details) and shown to be crystalline and porous (BET
surface area = 2215 m2 g−1). The lower than expected surface
area might be due to the presence of HCl in the structure.
Such aliphatic amine-substituted MOFs are appealing, among
others, as heterogeneous catalysts, as shown by Gao and co-
workers for UiO-66–CH2NMe2.
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When the solvothermal synthesis was performed at 90 °C,
the aldehyde linker was still partially converted to the tertiary
amine (in approx. 45%), but the degree of the conversion
quickly decreased by lowering the reaction temperature and,
at 75 °C, it was already imperceptible (Fig. 2). To our delight,
the MOF obtained at this temperature was still crystalline
and highly porous (BET = 3540 m2 g−1), although the
presence of defects was evident from the N2 adsorption
isotherm (Fig. S26;† type IV isotherm indicative of the
presence of mesopores in the framework). Thus, for the
preliminary PSM studies of UiO-68–CHO, we used the
material synthesized at 75 °C.

PSM of highly defective UiO-68–CHO. To control the
stoichiometry of PSM, it was necessary to estimate the molar
mass of the starting material. The actual molar mass of a
MOF may differ significantly from the theoretical value due
to the presence of solvents, modulators, and – most
importantly – missing clusters and/or missing linker defects.
While the missing clusters lower the experimental molar
mass of a MOF (expressed on a per linker basis), the missing
linkers increase this value. Thus, although the absolute

amounts of defects of each type cannot be calculated from
the molar mass alone (clusters deleted from the framework
together with their linkers do not affect the apparent molar
mass), it informs about the imbalance between the two types
of defects.

The molar mass of UiO-68–CHO was determined by
quantitative 1H NMR, with respect to durene (1,2,4,5-
tetramethylbenzene) as a standard. The obtained value – 533
g mol−1 – differs significantly from the theoretical value of
458 g mol−1, calculated for the defect-free material. Traces of
DMF (2% w/w) in the MOF account for less than 12 g mol−1

difference, so the remaining difference must be due to
excessive missing linkers.

As a model reaction for PSM, we chose imine formation
with 4-methylaniline [Fig. 1]. Using freshly synthesized UiO-
68–CHO and 2.2 equivalents of 4-methylaniline, a fair degree
of PSM (69%) was achieved after 22 h in acetonitrile (ACN).
Surprisingly, however, when the same procedure was
repeated for the same batch of the starting material over the
next few days, the yields dropped systematically [Table 1,
entry 1]. Moreover, PXRD studies revealed that the
crystallinity of UiO-68–CHO also decreased in time [Fig.
S20†]. Such a rapid deterioration of the MOF properties
significantly limits its practical utility. We hypothesized that
the instability of the material might be due to the large
number of defects in its structure and therefore resolved to
further optimise its synthesis in order to reduce its defect
density.

Reducing the density of missing linker defects in UiO-68–
CHO. Since the competing Leuckart reaction made it
impossible to reduce the defect density by increasing the
reaction temperature, we synthesized UiO-68–CHO using
excess linker (1.5 equiv. with respect to ZrCl4). The resulting
material had a significantly lower molar mass of 513 g mol−1,
indicative of fewer missing linker defects. The PSM of this
material, according to the same procedure as above, gave a
much higher yield – 93% vs. 69%. Also, we did not observe
any decrease in the yield of PSM over the next 8 days [Table 1,
entry 2], and PXRD confirmed that the MOF retains its
crystallinity over this time [Fig. S21†].

In order to reduce the density of defects even further, we
applied a ‘healing’ procedure, which consisted of soaking the
MOF with a fresh portion of the linker in DMF. Thus,

Fig. 1 Solvothermal synthesis of UiO-68–CHO and UiO-68–CH2NHMe2
+Cl−, and post-synthetic modification of UiO-68–CHO with

4-methylaniline. BA = benzoic acid, DMF = N,N-dimethylformamide, ACN = acetonitrile.

Fig. 2 1H NMR spectra of linker H2L (bottom) and the digested
samples of UiO-68–CHO synthesized at temperatures ranging from 75
°C to 100 °C. Signals from DMF are marked with stars.
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immediately after the solvothermal synthesis, UiO-68–CHO
was shortly washed with DMF twice, mixed with a suspension
of the linker in DMF, and heated at 75 °C for 22 h. After
washing with copious amounts of DMF and DCM, we
obtained a material with a molar mass of 493 g mol−1, i.e.
even closer to the ideal value. BET analysis gave a specific
surface area of 3629 m2 g−1, and SEM micrographs showed
that the ‘healed’ UiO-68–CHO exists in the form of nicely
shaped octahedral crystals, ca. 1–4 μm in size. Also, as
previously, PXRD did not show any significant deterioration
of its crystallinity over time [Fig. S22†]. The PSM of the
‘healed’ UiO-68–CHO gave quantitative conversion of
aldehyde groups, meaning that virtually every linker in its
structure is accessible to amine. Satisfyingly, the same
quantitative conversion was repeatedly obtained over the next
8 days. IR spectra confirmed that the post-synthetically
modified materials contained no aldehyde groups, and PXRD
– that the MOF retained its crystallinity after the reaction
[Fig. S53 and S62†].

To confirm our conclusions regarding defect density with
an independent measurement, we also performed
thermogravimetric analysis (TGA) of the synthesised MOFs in
an oxygen-containing atmosphere. Missing linker defects
lower the carbon-to-Zr ratio in MOFs, reducing the initial
weight of a MOF sample with respect to the residual ZrO2 –

the only solid product of complete material oxidation. The
obtained TGA curves show that indeed the initial sample
weight (expressed in % with respect to ZrO2) drops with the
increasing density of missing linker defects, estimated by
experimental molar mass determination [Fig. 3].

PSM of the ‘healed’ UiO-68–CHO. In order to demonstrate
the utility of the thus-obtained UiO-68–CHO, we reacted it
with equimolar amounts of various functional amines
[Table 2]. The yields were excellent in all cases except for the
extremely weakly nucleophilic aminopyridine 3 (26%) and the
very long octadecylamine 8 (46%). Thus, new coordination
sites were successfully introduced into the UiO-68 framework
through reactions with pyridines 2 (94%) and 3 (26%),
opening up potential applications in catalysis. Next,
amantadine 4, a drug used to treat Parkinson's disease-
related dyskinesia, was covalently grafted to the framework in
95% yield. Owing to the reversibility of imine bonds and
their sensitivity to pH, such materials may be useful in
targeted drug delivery. Then, a reaction with L-phenylalaninol

5 (96%) was used to introduce chirality into the UiO-68
structure, paving the way for applications in asymmetric
catalysis and chiral separations. Finally, to demonstrate the
possibility of tuning the hydrophobicity of the MOF, various
alkyl chains were also introduced into its structure. Thus, a
reaction with 1 equivalent of branched octylamine 6 gave
86%, whereas n-dodecylamine 7 – 96% of functionalisation.
In the case of even longer n-octadecylamine 8, the yield
dropped to 46%, likely due to diffusion problems. It is worth
mentioning here that the long and flexible alkyl chains not
only modulate the lipophilicity/hydrophilicity of the material,
but also act as dispersion energy donors, potentially giving
rise to very interesting guest- and temperature-induced phase
transitions.54

PXRD and nitrogen adsorption studies show that the
‘healed’ UiO-68–CHO retains its crystallinity and porosity
after all the above-mentioned post-synthetic modifications.
The IR spectra of the modified materials show greatly
decreased aldehyde bands at around 1700 cm−1, suggesting
that most of the aldehyde groups were consumed in these
reactions [Fig. S52†]. Thus, while the ‘healing’ procedure
developed in this work is certainly unable to fix the missing
cluster defects and cannot even replenish all of the missing
linkers, it strengthens the framework enough for very
efficient and reproducible post-synthetic modification.

Table 1 Synthetic conditions, experimental molar mass and PSM yields of UiO-68–CHO samples obtained under various conditions

Entry
Equiv. of linker
for synthesis

Equiv. of linker
for healing

Experimental
molar massb [g mol−1]

Yield of PSMb

1 d 2 d 3 d 8 d

1a 1.0 — 533 69% 58% 60% 50%
2a 1.5 — 513 93% 95% 94% 94%
3a 1.5 1.0 493 100% 100% 100% 100%

a ZrCl4 was reacted with 1 or 1.5 equiv. of H2L (as specified in column 2) in DMF, in the presence of 3 equiv. of H2O and 3 equiv. of benzoic
acid. T = 75 °C, reaction time = 70 h; see the ESI† for further details. b Every molar mass and every yield of PSM were averaged from 3
measurements; for further details see Tables S1 and S2 in the ESI.†

Fig. 3 TGA curves (relative to ZrO2) obtained from UiO-68–CHO
samples synthesized according to procedures 1, 2 and 3. The position
of the theoretical TGA plateau for defect-free UiO-68–CHO is marked
with the dashed line labelled ‘Zr6O4(OH)4L6’.
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Conclusion

In conclusion, the results presented in this paper point to the
strong and detrimental impact of missing linker defects on the
yield and repeatability of covalent PSM of UiO-68–CHO. This
phenomenon is likely to be of a more general nature, because
the synthesis of ‘defect-free’ and chemically stable MOFs – i.e.
the MOFs which are the most attractive for PSM – necessitates
high temperature solvothermal conditions, which are not, in
turn, compatible with the typically very reactive functional
groups required for PSM. Nevertheless, this possibility seems
to have been largely overlooked in the previous literature on
PSM; in part perhaps because the repeatability of PSM has
seldom been studied, and in part because the density of defects
is difficult to measure. As a result, the often unsatisfactory
yields of PSM have been traditionally ascribed to other factors,
such as diffusion problems, overcrowding, or insufficient
reactivity, and addressed by using a large excess of reagents
and harsher conditions during PSM. In contrast, our results
suggest that the low degree of PSM might be also due to
instability of highly defective MOFs during PSM, and hence
circumvented by strengthening the framework, for example by
reducing the number of missing linker defects. Accordingly, we
have developed a protocol for the synthesis of zirconium UiO-
68–CHO with a reduced number of missing linker defects, and
the resulting material has been shown to give nearly
quantitative yields in PSM with model amines, even if no excess
of reagents was used. The thus-obtained ‘healed’ UiO-68–CHO
thus became one of the most appealing MOFs for PSM, owing
to its very spacious pores, large pore windows, 3D pore
structure, chemical stability and, especially, the ease and

reliability of PSM. We believe that the findings described in this
work will help in developing even more versatile platforms for
covalent PSM in the future, by showing the way to combine the
two highly desirable, but seemingly contradictory features: high
reactivity and high stability.
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Table 2 The results of PSM of the ‘healed’ UiO-68–CHO with amines 1–8

Amine Equiv. used for PSM Yield of PSM Amine Equiv. used for PSM Yield of PSM

1

1.0 92%

5

1.0 96%
2.2 100%

2

1.0 94%

6

1.0 86%

3

1.0 26%

7

1.0 97%

4

1.0 95%

8

1.0* 46%

Conditions: UiO-68–CHO was stirred with an appropriate amine solution (0.05 M) at rt for 22 h, centrifuged, washed three times with DCM and
dried under vacuum. See the ESI† for details. *Due to the poor solubility of 8 in ACN, THF was used as a solvent.
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