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sodium ion batteries enabled by
the glutaric anhydride additive

Qin Zhou,a Cong Xia,a Zhifan Kuang,a Mengran Guo,a Hao Zhang,b Haojie Wan,a

Shiquan Wang,*ac Lin Li*b and Jianwen Liu *a

For sodium-ion batteries, solving the issue of short cycle life is key to their large-scale adoption in the

industry, and the electrolyte plays an important role on this. Herein, this work aims to design a practical

sodium ion battery electrolyte with industrial application value and introduces anhydride compounds as

additives for the first time. Meanwhile, by adjusting the solvent composition and using a combination of

ether and ester solvents, the optimal electrolyte formulation of 1 M NaPF6 (sodium hexafluorophosphate)

+ DME (glycol dimethyl ether)/VC (vinylidene carbonate) (1 : 1, v/v) + 2 wt% GA (glutaric anhydride) is

designed. Na+-VC, which has the highest occupied molecular orbital in this electrolyte, is preferentially

oxidized to form a cathode electrolyte interface on the cathode. And synchronously, Na+-GA with the

lowest unoccupied molecular orbital is preferentially reduced to form a surface electrolyte interface on

the anode. This electrolyte can achieve simultaneous film formation on both sides of the electrode, thus

greatly increasing the cycle life of the sodium-ion battery. For example, the Na‖NVP (sodium vanadium

phosphate) battery still maintains a specific capacity of 91.16 mA h g−1 with a capacity retention rate of

85.06% after 2500 cycles. And the NVP‖HC (hard carbon) full battery also maintains a capacity retention

rate of 66.50% after 800 cycles. This work will provide important ideas and strong evidence for the

industrial application of sodium ion battery electrolytes with long cycle life.
Introduction

Compared with lithium-ion batteries (LIBs), sodium-ion
batteries (SIBs) offer advantages of low cost and a wide range
of material sources and are expected to become an alternative
for energy storage and power (low-speed) systems in the
future.1–5 As is well known, the crustal abundance of sodium is
about 2.36%, which is much higher than that of lithium
(0.002%). Meanwhile, the price of sodium compounds is stable
and low, far lower than the price of battery-grade lithium
carbonate. Additionally, the electrochemical performance of
SIBs is relatively stable and safer.6–9

As an important part of SIBs, the function of electrolyte is to
transfer charge between the cathodes and anodes, which is
crucial to the specic capacity, operating temperature range,
cycle efficiency, safety performance, production cost of the
battery, etc.10–12 Generally, the electrolyte of SIBs is mainly
composed of conductive sodium salts, organic solvents, and
functional additives. The commonly used sodium salts are
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sodium hexauorophosphate (NaPF6), sodium perchlorate
(NaClO4), sodium hexauoroarsenate (NaAsF6), sodium tetra-
uoroborate (NaBF4), sodium diuoroxalate borate (NaBOB),
etc. and the organic solvents are generally alkyl carbonate
compounds.13,14 The electrochemical performance and safety of
SIBs are simultaneously affected by the electrolyte, which not
only determines the electrochemical window and energy density
of the battery, but also controls the properties of the electrode/
electrolyte interface.15,16 The complex electrochemical side
reactions of electrolyte and the formation of metallic sodium
dendrites limit the development of SIBs to some extent.

Currently, the research on electrolyte in SIBsmainly focuses on
new electrolyte salts, solvent modication and mixing, new
additives, etc. A series of new sodium salts, such as sodium
diuoroacetate sulfonimide (NaFSI), sodium triuoromethyl sul-
fonimide (NaTFSI), sodium diuoroacetate borate (NaODFB), etc.
have been proven to be potential alternatives.17–19 Compared with
traditional carbonate solvents, ethers serve as alternatives in the
electrolyte of SIBs.20 In addition, nitriles, uorinated solvents,
carboxylate solvents, ionic liquids can also serve as candidate
solvents. Especially, owing to their excellent lm forming prop-
erties, high and low temperature stability, fast charging capabil-
ities, new additives have become the focus of researchers in recent
years.21,22 In SIBs, the lm-forming component NaF is relatively
easy to dissolve during the reaction process, making the electrode
interface unstable.23 In general, the unstable electrolyte interface
Chem. Sci., 2024, 15, 20205–20214 | 20205
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is rapidly consumed in the long-term cycle process, correspond-
ingly leading to the gradual decomposition of the electrolyte and
severe side reactions between the electrolyte and the electrode.
These factors will further lead to irreversible capacity attenuation,
and therefore it is very valuable to construct a stable electrode
interface in SIBs.24,25

Among the new additives, anhydridemolecules can generally
be regarded as oxides formed by the dehydration of acid and
they have excellent lm forming properties on the electrode
surface.26 Fan et al. used succinic anhydride as a strengthening
lm additive for vinyl uorocarbonate to improve the cycle life
of the battery, with a capacity retention rate of 87.2% aer 400
cycles at a current density of 1C.27 Xie et al. found that lithium
dendrites are generated uncontrollably during the battery cycle,
and the addition of succinic anhydride can improve the energy
barrier of Li+ deposition and inhibit the formation of lithium
dendrites.28 According to the study by Dai et al. the additive
diethylene glycol anhydride could form a strong electrode
interface at both the cathode and anode, protecting the struc-
ture of the material and extending the life of the battery.29

However, the application of anhydride additives in SIBs has
not been reported, and the easy-oxidation ability of ether-based
electrolytes also needs to be regulated by co-solvents to harness
their advantages while avoiding disadvantages.30 In this work,
glutaric anhydride (GA) was selected as a special additive, and
the solvent formulation was adjusted by mixing the ether
solvent glycol dimethyl ether (DME) with the lm effective ester
solvent vinylidene carbonate (VC). Na+-VC, which has the
highest occupied molecular orbital (HOMO) in this electrolyte,
is preferentially oxidized to form a cathode electrolyte interface
(CEI) on the cathode. And synchronously, Na+-GA with the
lowest unoccupied molecular orbital (LUMO) is preferentially
reduced to form a solid electrolyte interface (SEI) on the anode.
Therefore, the optimal electrolyte formulation in this work is
designed to form a uniform and dense special electrode inter-
face to improve the cycle performance of SIBs.
Experimental section
Materials and chemicals

Battery-grade sodium hexauorophosphate (NaPF6, purity $

99.9%), glycol dimethyl ether (DME, purity$ 99.9%), vinylidene
carbonate (VC, purity $ 99.9%) and glutaric anhydride (GA,
purity $ 99.9%) were all purchased from Maclin Biochemical
Technology Co., Ltd, China. Before using, all solvents were
dehydrated using 4 Å molecular sieves (activated in a muffle
furnace at 550 °C for 4 hours). The commercial sodium vana-
dium phosphate (NVP), polyvinylidene uoride (PVDF), acety-
lene black and N-methyl-2-pyrrolidone (NMP) were all
purchased from Taiyuan Lishiyuan Chemicals, China. Metal
sodium, hard carbon (HC) and other electrode materials were
provided by Sinopod Chemical Reagent Co., Ltd, China.
Electrolyte preparation and battery assembly

In our work, the electrolyte preparation and battery assembly
were carried out in a glovebox (IGBS1200) lled with an argon
20206 | Chem. Sci., 2024, 15, 20205–20214
atmosphere, maintaining water and oxygen contents below
0.01 ppm. With the goal of a simple and pure electrolyte design,
the optimal electrolyte was prepared by dissolving NaPF6 (the
only electrolyte salt) in a mixture of DME (the only solvent), VC
(the cathode lm forming additive) and GA (the anode lm
forming additive). The specic formulations are presented as
follows: 1 M NaPF6 + DME (E0), 1 M NaPF6 + DME/VC (1 : 1, v/v)
(E1), and 1MNaPF6 + DME/VC (1 : 1, v/v) + 2 wt% GA (E2). When
assembling SIBs, the commercial NVP, 4 wt% PVDF, and acet-
ylene black were thoroughly mixed in a mass ratio of 8 : 1 : 1 and
stirred in a solder paste mixer (SMT) for 20 minutes. The above
as-formed slurry was coated on aluminum foil, and then dried
in a vacuum oven at 120 °C for 12 hours. Sodium metal or hard
carbon was applied as the anode and a glass ber diaphragm
(Whatman) with a thickness of 260 mm was applied the sepa-
rator. The mass loadings of the electrodes were calculated to be
between 2.50–3.00 mg cm−2. In this work, each battery was
tested with the same amount of electrolyte (65 mL).
Battery testing and characterization

In the voltage range of 2–3.8 V, the as-assembled SIBs were
activated rst with a current density of 0.1C for three cycles, and
then tested at 0.5C and 1C cycles respectively using a Neware
(CT-4008T-5V12A-S1-F) battery tester. Cyclic scanning voltam-
metry (CV) and linear scanning voltammetry (LSV) were con-
ducted using an electrochemical workstation (CH1660E) at
a scanning speed of 0.1 mV s−1. High resolution transmission
electron microscopy (HRTEM, FEI Tecnai G20) was used to
characterize the surface morphology of the cathode and anode
aer cycling. Infrared spectroscopy (Nicolet Is 10) and Raman
spectroscopy (United States-Thermo Fisher-Dxr 2xi) were
applied to analyze the solvent composition of the electrolyte,
and an X-ray photoelectron spectrometer (XPS, United States-
Thermo Scientic-ESCALAB Xi+) was used to test the composi-
tion of the lm formed on the cathode and anode aer cycling.
Results and discussion
The design of electrolytes

In SIBs, the electrode/electrolyte interface phase is an important
component of the reversible reaction that keeps the battery
away from thermodynamic equilibrium, and the solid electro-
lyte lm is one of the important components of the interface
phase.31However, the chemical composition andmorphology of
this interface phase are still controversial, and most researchers
do not fully understand its composition, formation process and
mechanism of action. Generally, a solid electrolyte lm has
a kind of double-layer structure with a thin inner layer and
a slightly thick outside layer. In actual batteries, the solid
electrolyte lm cannot completely inhibit the further decom-
position of the electrolyte, and the resulting irreversible
capacity loss is a major problem affecting the battery cycle life.32

The design optimization and regulation of the electrode
interface cannot achieved by a single species for the best result.
The electrolyte sodium salts can achieve the preferential
oxidation or reduction at the cathodes and anodes, facilitating
© 2024 The Author(s). Published by the Royal Society of Chemistry
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the formation of a dense solid lm.33,34 Electrolyte solvents
usually need to have high a dielectric constant, low viscosity,
good chemical stability, suitable melting boiling point, etc. The
additives can also be coated on the electrode surface through
a series of chemical reactions or electrochemical reactions to
improve the high and low temperature performance of the
battery.35

In this work, with the goal of a simple and pure electrolyte
design, NaPF6 is adopted as the only electrolyte salt, DME as the
only solvent, and VC as the cathode lm forming additive and
GA as the anode lm forming additive. The specic formula-
tions are presented as follows: 1 M NaPF6 + DME (E0), 1 M
NaPF6 + DME/VC (1 : 1, v/v) (E1), and 1MNaPF6 + DME/VC (1 : 1,
v/v) + 2 wt% GA (E2).
The DFT calculations and solvation structures of electrolytes

In designing the electrolyte formulations, the solvents are
initially selected based on the usage requirements by referring
to characteristics of various solvents statistically compiled in
previous literature. The rationality of the electrolyte formulation
is veried through theoretical calculations of different mole-
cules and ions, and DFT calculations are carried out by
comparing the redox behavior of electrolyte components from
the perspective of thermodynamics.36,37

As displayed in Fig. 1a, the HOMO values of PF6
−, DME, VC,

GA, Na+-PF6
−, Na+-DME, Na+-VC, and Na+-GA are −5.54, −7.18,
Fig. 1 DFT calculations of electrolytes. (a) The HOMO and LUMO values
The adsorption energy of Na+ with DME, VC, and GA, and the molecular e
simulations: (c) snapshot and (d) radiation distribution function and coord
and (f) radiation distribution function and coordination number of the el

© 2024 The Author(s). Published by the Royal Society of Chemistry
−7.39, −8.07, −7.61, −10.37, 1.05 and −11.22 eV, respectively.
The LUMO values are 4.06, 0.23, −0.61, −1.36, −1.20, −2.14,
6.69 and −5.46 eV, respectively. It is worth noting that the
higher the HOMO value of the molecule, the more easily it is
oxidized at the cathode, and the lower the LUMO value of the
molecule, the more easily it is reduced at the anode.38,39

Therefore, in our electrolyte formulation, VC bound with
sodium ions tends to be preferentially oxidized at the cathode to
form CEI lms from a thermodynamic perspective. Similarly,
GA combined with sodium ions tends to be preferentially
reduced to form a SEI lm at the anode. The possibility of lm
formation by GA can be also evaluated from the adsorption
energy of GA, as shown in Fig. 1b. The adsorption energy of GA
(−0.28 eV) is lower than that of DME and VC, so GA tends to be
preferentially adsorbed on the anode, and then decomposed to
form the SEI lm.40 Fig. 1b also presents the molecular elec-
trostatic potential (ESP) of the GA additive, revealing the
solvation ability of GA. On one hand, the O atoms in GA mole-
cules exhibit a negative charge density, making it easier for
them to interact with Na+. On the other hand, the high elec-
trostatic potential of O in GA conrms its weak solvation ability,
and the solvent occupies the rst solvent sheath, with GA
appearing outside the rst solvent sheath.41 In summary, GA
hardly participates in solvation and retains its inherent chem-
ical properties.
of PF−6, DME, VC, GA, Na+-PF6
−, Na+-DME, Na+-VC and Na+-GA. (b)

lectrostatic potential (ESP) of the GA additive. (c–f) Molecular dynamics
ination number of the electrolyte without the GA additive; (e) snapshot
ectrolyte with the GA additive.

Chem. Sci., 2024, 15, 20205–20214 | 20207
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According to the radial distribution function calculations,
the peaks of DME solvent, VC and some NaPF6 salt in the
electrolyte without the GA additive in Fig. 1c and d appear
around 2.27 Å, verifying that these solvents and salt enter the
rst solvent shell, and some NaPF6 salt exhibits peaks around
4.21 Å, corresponding to the second solvent shell. From the
coordination number, it can be calculated that the solvation
unit of the electrolyte without the GA additive is
Na+[DME]2.74[VC]1.79.42 In the electrolyte aer adding GA as an
additive, as shown in Fig. 1e and f, the peaks of the DME
solvent, VC and some NaPF6 salt appear around 2.27 Å and the
peak corresponding to a small amount of GA additive also
appears, conrming that these salts, solvents and the additive
enter the rst solvent shell. Some NaPF6 salt peaks appear
around 4.21 Å, indicating that they enter the second solvent
shell and the solvation structure is Na+[DME]2.85[VC]1.95[GA]0.28
based on the coordination number. From the results of the
Fig. 2 The solvation structures of electrolytes. The FTIR spectra of differe
and (c) 1600–2000 cm−1. Raman spectra of different electrolytes in the
1720–1900 cm−1 and (h) 1550–1700 cm−1. (i) The simulation of all the solv

20208 | Chem. Sci., 2024, 15, 20205–20214
radial distribution function, it can be concluded that the GA
additive hardly participates in solvation coordination.

From the FTIR spectra, it can be observed that aer adding
NaPF6 to pure DME, the peak around 1085 cm−1 is split into two
new peaks, as shown in Fig. 2a and b. The appearance of these
new peaks indicates the inuence of the coupling interaction
between C–O–C and Na+ on the C–O–C tensile vibration in DME
solvent molecules.43,44 This interaction allows DME to fully
dissolve Na+ to prevent ion pairing, and this effect becomes
more obvious aer the addition of the co-solvent VC. Addi-
tionally, from the characteristic peaks of VC in Fig. 2c, the peak
at 1799 cm−1 tends to slightly shi to a higher wave number
aer the addition of NaPF6 and DME, forming Na+-VC. It must
be highlighted that these two changes are not particularly
obvious aer the addition of the GA additive. Each character-
istic peak of Raman spectra also displays the obvious solvation
phenomenon.45 In Fig. 2d showing the overall Raman spectra,
nt electrolytes in the range of (a) 600–3500 cm−1, (b) 1025–1250 cm−1

range of (d) 500–2000 cm−1, (e) 760–920 cm−1, (f) 710–780 cm−1, (g)
ated structures in the electrolyte combinedwith calculations and tests.

© 2024 The Author(s). Published by the Royal Society of Chemistry
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the peak areas framed in orange, blue and green represent the
characteristic peak areas of NaPF6, DME and VC, respectively.
With the addition of NaPF6, the solvation peak of Na+-DME
appears in the characteristic peak of DME as observed in Fig. 2e,
and this solvation effect becomes more obvious with the addi-
tion of VC and GA. In Fig. 2f showing the NaPF6 Raman spectra,
it can be found that the Raman peaks are composed of free
anions, contact ion pairs (CIPs: PF6

− coordinated with a single
Na+), and aggregates (AGGs: PF6

− coordinated with two or more
Na+).46,47 As presented in Fig. 2g and h, upon adding the NaPF6
salt and GA additive, the C]C peak of VC around 1625 cm−1

shis. The solvation peak of Na+-VC appears to the right of the
characteristic peak of C]O around 1700–1850 cm−1. Fig. 2i
shows the simulation of all the solvated structures in the elec-
trolyte combined with calculations and tests.

The electrochemical performance of electrolytes

To investigate the electrochemical performance of the designed
electrolytes, the voltammetry characteristics were rst charac-
terized. The CV test was carried out on a Na‖NVP battery with
Fig. 3 The electrochemical performance of electrolytes. (a) The 1st–4th
additive. (b) The LSV curves of the Na‖NVP battery in the three electrolyt
the three Na‖NVP batteries at different cycles. The cycle performance of
(g) for 500 cycles at 1C and (h) for 2500 cycles at 1C.

© 2024 The Author(s). Published by the Royal Society of Chemistry
the electrolyte containing 2 wt% GA, and it can be seen from
Fig. 3a that the battery maintains good cycle reversibility under
this electrolyte. From the LSV results in Fig. 3b, the electro-
chemical window of the electrolyte is obviously broadened aer
the introduction of VC, verifying that the addition of ester
solvent VC can effectively inhibit the oxidative decomposition of
the ether solvent DME. Meanwhile with the addition of VC, the
oxidation peak originally located at 3.8 V shis signicantly to
around 3.3 V, fully conrming that the addition of VC can
achieve preferential oxidation. Additionally in the inset of
Fig. 3b, a reverse peak appears at about 0.6 V aer the intro-
duction of the GA additive, proving the preferential reduction of
GA. The preferential reduction of GA inhibits the reduction of
the electrolyte itself. These two phenomena further verify the
results obtained from the calculations that VC is preferentially
oxidized to form a CEI lm at the cathode and GA is preferen-
tially reduced to form a SEI at the anode.

From the charge and discharge curves in Fig. 3c and e, it can
be observed that the initial capacities of the batteries assembled
with the three electrolytes are not much different. Aer 100
CV curves of the Na‖NVP battery in the electrolyte containing 2 wt% GA
es. (c–e) The corresponding galvanostatic charge/discharge curves of
Na‖NVP batteries in different electrolytes (f) for 200 cycles at 0.5C and

Chem. Sci., 2024, 15, 20205–20214 | 20209
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cycles, the capacity of the battery with 2 wt%GA electrolyte at 1C
current density is higher than that of the batteries assembled
with the other two electrolytes. The initial coulombic efficien-
cies of these three batteries are 98.04%, 93.54%, 99.89% for E0,
E1 and E2 electrolytes, respectively. The cycle performance of
Na‖NVP batteries composed of different electrolytes is also
investigated. Firstly, the Na‖NVP batteries were activated for
three cycles at a current density of 0.1C and then 200 cycles were
performed at a current density of 0.5C; as shown in Fig. 3f the
specic capacity of the battery with the NaPF6 + DME electrolyte
aer 200 cycles is 89.76 mA h g−1 with a capacity retention rate
of 83.9%, exhibiting obvious attenuation. The capacity of the
battery in NaPF6 + DME/VC electrolyte exhibited attenuation,
with a specic capacity of 103.77 mA h g−1 aer 200 cycles, and
a capacity retention rate of 95.1%. The battery with NaPF6 +
DME/VC/GA electrolyte retained a specic capacity of
106.34 mA h g−1 and a capacity retention rate of 99.2% aer 200
cycles at 0.5C. Secondly, aer activating the batteries in the
three electrolytes three times at 0.1C, the cycle test was carried
out at 1C; as displayed in Fig. 3g, the NaPF6 + DME battery had
a specic capacity of only 14.7 mA h g−1 aer 500 cycles. Aer
adding the co-solvent VC, the NaPF6 + DME/VC battery achieves
a specic capacity of 100.95 mA h g−1 aer 500 cycles with the
capacity retention rate of 91.6%. Aer adding 2 wt% GA as an
additive, the NaPF6 + DME/VC/GA battery maintains a specic
capacity of 106.65 mA h g−1 and a capacity retention rate of
99.5% aer 500 cycles. What is particularly impressive is that,
Fig. 4 The electrochemical performance of electrolytes. (a) The rate per
corresponding galvanostatic charge/discharge curves of the NVP‖HC ba
time profiles of the three Na‖Na symmetric cells at a current density of 1.0
by us with those reported in the literature.48

20210 | Chem. Sci., 2024, 15, 20205–20214
aer 2500 cycles, as shown in Fig. 3h, the NaPF6 + DME/VC/GA
battery still has a specic capacity of 91.16 mA h g−1 and
a capacity retention rate of 85.1%. These electrochemical
properties can convincingly verify the long-term cycle stability
of the NaPF6 + DME/VC/GA electrolyte.

The rate performance of the Na‖NVP batteries in the three
electrolytes is compared at the current densities of 0.2C, 0.5C,
1C, 1.5C, 2C and 5C, respectively. As shown in Fig. 4a, the rate
performance of the electrolyte with 2 wt% GA additive is better
than that of the other two electrolytes. To verify whether the
electrolyte designed in our work is suitable for full batteries,
sodium-ion full batteries based on hard carbon (HC) were
assembled. It is worth noting that the N/P ratio for the sodium-
ion full batteries is 1.03 : 1 in this work. Fig. 4b and c display the
cycle performance and corresponding galvanostatic charge/
discharge curves of the NVP‖HC battery in the electrolyte con-
taining 2 wt% GA additive at 1C. Surprisingly, the full battery
still demonstrates excellent battery performance, with an initial
discharge capacity up to 104.8 mA h g−1. The initial coulombic
efficiency of the full battery is 91.7%, and the subsequent
coulombic efficiencies are all greater than 90%. Especially, the
specic capacity of the NVP‖HC battery remains at
95.7 mA h g−1 aer 100 cycles, demonstrating an outstanding
capacity retention of 91.3%, and retaining over 66.5% aer 800
cycles. To prove the long-term cycle feasibility of these three
electrolytes, Na‖Na symmetrical batteries were assembled to
evaluate the long-term stability at a current density of 1.0 mA
formance of three Na‖NVP batteries. (b) The cycle performance and (c)
ttery in the electrolyte containing 2 wt% GA additive at 1C. (d) Voltage-
mA cm−2. (e) Comparison of the properties of the electrolyte designed

© 2024 The Author(s). Published by the Royal Society of Chemistry
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cm−2. As exhibited in Fig. 4d, the electroplating voltages of the
two electrolytes, NaPF6 + DME and NaPF6 + DME/VC, exhibit
large uctuations due to the formation of sodium dendrites,
revealing that these two electrolytes are not suitable for long-
term cycling. By contrast, the electroplating voltage of NaPF6 +
DME/VC + 2 wt% GA remains consistently stable, conrming
excellent long-term stability. Additionally, Fig. 4e compares the
properties of the electrolyte designed by us with those reported
Fig. 5 The composition characterization of CEI/SEI. XPS spectra of (a) C
electrolytes. XPS spectra of (e) C 1s, (f) O 1s, (g) F 1s, and (h) P 2p of HC

© 2024 The Author(s). Published by the Royal Society of Chemistry
in the literature. It can be observed that the as-designed elec-
trolyte displays excellent performance in terms of cycle life,
capacity retention, current density, safety, etc., satisfying the
needs for practical applications.

The mechanism analysis of electrolytes

To investigate the inuence of each electrolyte on the electrode
interface, XPS tests were carried out on the active material
1s, (b) O 1s, (c) F 1s, and (d) P 2p of NVP cathodes in three different
anodes in three different electrolytes.
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Fig. 6 Themechanism analysis of electrolytes. HRTEM images of NVP in (a) 1 MNaPF6 + DME, (b) 1 MNaPF6 + DME/VC and (c) 1 MNaPF6 + DME/
VC + 2 wt% GA electrolytes. HRTEM images of HC in (d) 1 M NaPF6 + DME, (e) 1 M NaPF6 + DME/VC and (f) 1 M NaPF6 + DME/VC + 2 wt% GA
electrolytes. (g) The illustration of film formation on the cathode and anode in 1 M NaPF6 + DME/VC + 2 wt% GA electrolyte.
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composition of the cathode and anode aer cycling in full
batteries. In Fig. 5a, the C 1s spectra of NaPF6 + DME electrolyte
present some peaks corresponding to decomposition products
from the PVDF binder and acetylene black, located at 291.2 eV (–
CF2–), 287.6 eV (C]O), 286.0 eV (C–O), and 284.8 eV (C–C and
C–H). The F 1s spectrum shows a peak at 687.4 eV (C–F) and the
O 1s spectrum shows peaks at 531.5 eV (C]O) and 533.8 eV (C–
O). Obviously, the C 1s spectra of both NaPF6 + DME/VC and
NaPF6 + DME/VC + 2 wt% GA electrolytes exhibit a new peak at
290.4 eV. This peak can be attributed to the functional effect of
the two additives, VC and GA, that is, the open ring products of
VC and GA (O–C(O)]O), and the peak strength is slightly
increased aer adding GA.49 Meanwhile, the peak of C]O
indicates that the decomposition of DME is obviously inhibited
with the addition of GA.50 In the O 1s spectra shown in Fig. 5b, it
can be seen that the O content increases aer adding VC, which
is due to the lm formation from the VC open ring on the
cathode surface. However, the O content decreases aer the
addition of GA because the addition of GA can, on the one hand,
inhibit the decomposition of DME, and on the other hand
control the decomposition of VC, preventing the formation of
an excessively thick electrode interface. As shown in Fig. 5c, the
F 1s spectra reveal that the content of NaF decreases aer the
addition of VC and GA, indicating that the addition of these two
substances inhibits the decomposition of PVDF, and the
strength of C–F derived from the by-product decomposition is
also signicantly weakened. It can also be veried from the P 2p
spectra in Fig. 5d that the P–O–F signal from by-products
decreases aer adding VC and GA.51 As can be seen from the
lm composition on HC anodes, a new O–C(O)]O peak
appears in the C 1s spectra similar to the spectra of the NVP
cathodes. As shown in Fig. 5e, the appearance of this peak in the
electrolyte results from the decomposition of VC and GA addi-
tives into lms.52 In Fig. 5f, the O content increases in the O1s
spectra, which is because the two additives, VC and GA, act
together to form a lm on the surface of the anode. In Fig. 5g,
the F1s spectra show that the electrolyte containing 2 wt% GA
effectively inhibits the decomposition of PVDF (C–F). And in
20212 | Chem. Sci., 2024, 15, 20205–20214
Fig. 5h, the P 2p spectra prove that the addition of VC and GA
signicantly reduces the side reactions and decomposition of
NaPF6.

The electrode interface cycled in the three electrolytes can be
observed using HRTEM images. Fig. 6a and d show that the
NaPF6+DME electrolyte basically does not form a lm on the
cathode and anode, while Fig. 6b and e show that the NaPF6+-
DME/VC electrolyte forms a relatively rough lm on the cathode
and uneven lm on the anode. In stark contrast to this, the
NaPF6 + DME/VC + 2 wt% GA electrolyte forms relatively
uniform and compact lms in both the cathode and anode, as
shown in Fig. 6c and f, again conrming the bipolar lm
formation of this electrolyte and its potential for long-term cycle
stability.53 As illustrated in Fig. 6g, the CEI lm is formed by
preferential oxidation of VC on the cathode, and synchronously
on the anode, GA is preferentially reduced to form the SEI lm,
conrming the potential for ultra-long-term cycle stability in
SIBs.

Conclusions

In this work, an anhydride additive is proposed for lm
formation in the SIB electrolyte, which can broaden the voltage
window of ether solvent and facilitate lm formation on the
cathode as a co-solvent. That is, aer adding VC as a co-solvent
and 2 wt% GA as an additive to the basic electrolyte NaPF6 +
DME, not only the voltage window is improved, but also the lm
formation on both electrodes is achieved, which correspond-
ingly displays good cycle stability for SIBs. This outstanding
performance can be mainly attributed to the fact that under the
action of VC and GA, the electrolyte synchronously forms dense
and uniform CEI and SEI lms on the cathode and anode,
respectively, thereby largely reducing the side reactions on both
electrodes, thus achieving long-term stable operation of the
battery.

Data availability

Essential data are fully provided in the main text.
© 2024 The Author(s). Published by the Royal Society of Chemistry
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