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Enhancing cell adhesion in synthetic hydrogels via
physical confinement of peptide-functionalized
polymer clusters†

Shohei Ishikawa, * Hiroyuki Kamata * and Takamasa Sakai

Artificially synthesized poly(ethylene glycol) (PEG)-based hydrogels are extensively utilized as

biomaterials for tissue scaffolds and cell culture matrices due to their non-protein adsorbing properties.

Although these hydrogels are inherently non-cell-adhesive, advancements in modifying polymer

networks with functional peptides have led to PEG hydrogels with diverse functionalities, such as cell

adhesion and angiogenesis. However, traditional methods of incorporating additives into hydrogel

networks often result in the capping of crosslinking points with heterogeneous substances, potentially

impairing mechanical properties and obscuring the causal relationships of biological functions. This

study introduces polymer additives designed to resist prolonged elution from hydrogels, providing a

novel approach to facilitate cell culture on non-adhesive surfaces. By clustering tetra-branched PEG to

form ultra-high molecular weight hyper-branched structures and functionalizing their termini with cell-

adhesive peptides, we successfully entrapped these clusters within the hydrogel matrix without

compromising mechanical strength. This method has enabled successful cell culture on inherently non-

adhesive PEG hydrogel surfaces at high peptide densities, a feat challenging to achieve with

conventional means. The approach proposed in this study not only paves the way for new possibilities

with polymer additives but also serves as a new design paradigm for cell culturing on non-cell-adhesive

hydrogels.

Introduction

Hydrogels, composed of three-dimensional polymer networks
and water, are highly versatile due to the tunability of their
properties such as mesh density, substance permeability, and
mechanical characteristics by modulating the polymers’ com-
position and properties.1,2 This controllability has spurred the
fabrication of various biomaterials, including tissue scaffolds
that mimic the extracellular matrix, cell culture platforms with
regulated cell adhesion, and drug delivery carriers with con-
trolled release behaviors, thereby providing detailed and broad
insights into cell behavior.3,4 Hydrogels made from natural
polymers like collagen are predominantly used for cell cultures
due to their superior biochemical signaling properties, includ-
ing cell adhesion.5 However, the complexity of their signal
transduction and batch-to-batch variability makes it challen-
ging to dissect cell behavior in detail. This complexity could

complicate the understanding of how material properties, such
as mechanical stiffness, affect cells, potentially leading to
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misleading conclusions. On the other hand, hydrogels made
from synthetically derived polymers like poly(ethylene glycol)
(PEG) typically lack cell adhesion domains, showing no inher-
ent cell adhesion behavior.6,7 Nevertheless, this limitation can
be overcome by incorporating cell-adhesive molecules like
arginine–glycine–aspartic acid (RGD) peptides into the hydro-
gel network, not only enabling cell adhesion but also intro-
ducing new properties like angiogenesis and enzymatic
degradability.8,9 Studies have demonstrated that modifying
PEG hydrogels with RGD peptides to produce hydrogels of
various strengths and culturing mesenchymal stem cells on
them can evaluate the influence of hydrogel stiffness on the
cells’ differentiation abilities, revealing that this mechanical
property significantly impacts differentiation.10–12 Thus, add-
ing new additives to inherently non-cell-adhesive hydrogels
opens up possibilities for analyzing how the hydrogels’ intrin-
sic properties affect cell behavior, making it an exceptionally
attractive strategy.

However, this method is limited to cases where additives
can be modified on the hydrogel network, and the capping
of crosslinking points significantly reduces the hydrogel’s
mechanical strength, limiting the polymer types and applica-
tions. For example, hydrogels with highly uniform tetra-branch
PEG networks pioneered by our group can be formed using two

types of tetra-branch PEG with terminal reactivity, leading to a
variety of applications such as tissue and cell scaffold.13–16 The
terminal modification by additives, through reactions with
amine or maleimide groups, is chemically fixated to the hydro-
gel network. Even in a uniform hydrogel network, bonding
between PEG molecules is inhibited, leading to an unavoidable
decrease in mechanical strength, complicating the biological
evaluation of varying modification densities. On the other
hand, agarose, a representative polysaccharide polymer featur-
ing alternating galactose bonds and abundant hydroxyl func-
tional groups, forms hydrogels upon cooling through hydrogen
bond formation.17 While it is possible to chemically bind
various additives to this polysaccharide network, the synthesis
process under harsh alkaline conditions can compromise
the sugar chain’s properties, and strength reduction due to
damaged crosslinking points remains a concern. To overcome
this issue, the development of polymer additives has been
pursued.18–20 Techniques like PEGylation, where peptides or
bioactive substances are modified at the polymer ends and then
encapsulated within hydrogels, are expected to prevent
mechanical strength reduction without compromising the
hydrogel network’s crosslinking points. This method allows
for more precise physiological analysis by distinctly evaluating
the impacts of the hydrogel’s properties and the additives

Scheme 1 Design and synthesis of clustered-poly(ethylene glycol) within tetra-PEG hydrogels. (A) Schematic representation of the process for
fabricating tP hydrogels encapsulating cP functionalized with peptides (fcP). This involves non-equivalent mixing of two end-reactive tP species
and peptide functionalization, which is subsequently encapsulated within tP hydrogels. (B) Chemical structures of tP end-functionalized with maleimide
(tP-MA) and sulfhydryl (tP-SH) groups.
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under identical conditions. However, the challenge remains
that additives may leach out of the hydrogel because the mesh
size of the hydrogel is larger than the polymer additives.4,21

This characteristic, albeit unavoidable due to osmotic pressures
within the hydrogel, can be mitigated by increasing the size of
the polymer additives relative to the mesh size.

In this study, we introduced the development of polymer
additives capable of being physically entrapped within the 3D
network of hydrogels over extended periods and an approach
that allows for the evaluation of cell behavior in non-cell-
adhesive hydrogels through long-term encapsulation. While
typical methods require molecular design each time to
covalently attach functional molecules, such as cell-adhesive
peptides, to the polymer chain of hydrogels,22 our physical
confinement method offers the distinct advantage that no such
customization is required. Therefore, we considered that this
strategy, which overcomes the challenges of existing methods,
to be promising for the functionalization and application of a
wide variety of hydrogels. As polymer additives, we designed
clustered-PEG (cP) obtained by clustering two types of tetra-
branched PEG (tP) with terminal reactivity, resulting in a high
molecular weight entity approximately 10 times the diameter
of the tP prepolymer (Scheme 1). We hypothesized that the
clustering of tP prepolymers would be sufficiently large com-
pared to the tP hydrogel’s mesh size, thereby physically trap-
ping them within the hydrogel for an extended period without
adversely affecting the hydrogel’s mechanical properties,

enabling the assessment of cell functionalities such as cell
culture. To validate this hypothesis, we fabricated tP hydrogels
using tP as the prepolymer, encapsulated cP with sizes larger
than the hydrogel’s mesh size, and evaluated their release
behavior. Due to the reactivity of the cP termini, it is possible
to modify them with peptides, thus enabling the development
of functionalized cP (fcP). As anticipated, while tP was quickly
released from the hydrogel, cP remained relatively longer within
the hydrogel matrix, consequently showing cell adhesion in tP
hydrogels with RGD-cP encapsulation.

Result and discussion
Preparation and characterization of clustered-PEG

In the initial phase of synthesizing fcP, we dissolved tP pre-
polymers end-functionalized with maleimide (tP-MA) and
sulfhydryl (tP-SH) in a buffer. These were then mixed under
non-equivalent conditions to form a sol rather than a hydrogel.
This distinction is crucial for our application since the sol state
better facilitates the modification process, which is essential
for achieving the desired functionalization. By significantly
altering the mixing ratio (r), we induced the formation of
ultra-high molecular weight hyper-branched clusters.23 For
the modification of additives with maleimide reactivity,
we prepared a polymer solution by mixing tP-MA in excess to
tP-SH. Subsequently, we then identified the critical mixing ratio

Fig. 1 Preparation and characterization of clustered-PEG. (A) Time-correlation function of cP prepared by stoichiometrically imbalanced mixing, where
tP-MA was mixed in excess relative to tP-SH (r = 0.7–0.85). (B) UV-Visible spectra of the reaction between tP-MA and tP-SH under stoichiometrically
imbalanced conditions (r = 0.78). (C) Reaction ratio of maleimide to sulfhydryl groups at the PEG terminus, calculated from the absorbance at 300 nm.
(D) Size distribution under cluster growth process (r = 0.78). (E) Size distribution of cP synthesized under stoichiometrically imbalanced conditions
(r = 0.75, 0.8, 0.85, 0.9).
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for optimal cluster formation using dynamic light scattering
(DLS) to analyze the autocorrelation function of a polymer
solution prepared at 20 g L�1 (Fig. 1A). The function peaked
at 10�3 ms and decays gradually towards 101 ms, indicative of
polymer relaxation within this timescale. However, the peak
value at r = 0.7, markedly lower than that of other polymer
solutions including tP-MA, suggests restricted polymer move-
ment. While other polymer solution showed higher peak due to
more vigorous movement. This observation led us to conclude
that sols are predominantly formed when the mixing ratio
exceeds r = 0.75, highlighting the importance of this thresh-
old for achieving the polymer solution with desired state for
clustering.

To further evaluate the reaction between tP-MA and tP-SH,
we monitored the process in a polymer solution with a mixing
ratio of r = 0.78 using UV-vis spectroscopy (Fig. 1B). The
spectrum of maleimide groups around 300 nm24 decreases
over time, stabilizing after 60 minutes, which allows for a
qualitative assessment of the click reaction. Assuming comple-
tion after 120 minutes, we observed a rapid reaction progres-
sion to approximately 90% within 30 minutes, eventually
reaching completion of reaction between tP-SH and tP-MA
(Fig. 1C). Moreover, DLS revealed the particle size distribution
evolution from monomodal around 10 nm to larger clusters

through inter-cluster linkage, eventually forming clusters
around 100 nm (Fig. 1D). This tenfold growth under extreme
non-equivalent mixing conditions showcases to create hyper-
branched, heterogeneously reactive cP. Adjusting the mixing
ratio allows for controlled modulation of cluster sizes, from
larger clusters near the critical mixing ratio to smaller ones as
the ratio increases, with diameters controllably ranging from
about 20 nm to 130 nm (Fig. 1E and Fig. S1, ESI†). Given that
the mesh size of tP hydrogels using the prepolymers is approxi-
mately 5–20 nm,25,26 clusters exceeding this size are expected to
be physically trapped within the hydrogel, illustrating our
method’s potential for creating hydrogels with tunable releas-
ing properties.

Functionalization of cell adhesive peptide

In the subsequent step of our study, we focused on purifying
the synthesized cP solution via freeze-drying, a process crucial
for its subsequent incorporation into hydrogel matrices
(Fig. 2A). The key challenge addressed was ensuring the water
solubility of cP post-purification, essential for its seamless
integration into hydrogels. Initially, freeze-dried cP formed a
white, spongy structure that was water-insoluble. This issue was
attributed to the formation of an ultra-concentrated matrix
during freeze-drying, which increased the molecular weight

Fig. 2 Functionalization of clustered-PEG. (A) UV-Visible spectra of the hydrolysis process of cP (r = 0.78) in phosphate buffer at pH 7.4. (B) Time-
dependent changes in absorbance at 300 nm of cP (r = 0.78) in various buffers at different pH levels (3.8, 5.0, 7.4, 9.8). (C) Water solubility of cP powder
(r = 0.78) post-treatment with and without buffer at pH 9.8. (D) UV-Visible spectra of the reaction between GRGDSPC peptide and cP (r = 0.78).
(E) 1H-NMR spectrum of tP-MA, base-treated tP-MA, base-treated cP, and fcP. (F) Comparison of the experimentally calculated modification ratio of RGD
peptide with the theoretical limit.
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due to unreacted maleimide and sulfhydryl groups reacting,
similar to creating a structured form by freeze-drying a
sponge.27 To overcome the water insolubility of cP, alkaline
treatment was employed, effectively inducing the ring-opening
of maleimide groups to form carboxylic groups. This transfor-
mation eliminated the reactivity between tP-SH and tP-MA,
achieving water solubility (Fig. 2A). The success of this treat-
ment was validated by monitoring the UV-vis spectrum of cP
suspended in a pH 7.4 buffer (Fig. 2B). A decrease in spectrum
at 300 nm, indicative of maleimide groups, along with an
increase in spectrum at 255 nm, characteristic of ring-
opening reaction’s progression.28 This process proved to be
pH-dependent, with ring-opening facilitated in neutral and
alkaline conditions, a pivotal step enabling the subsequent
functionalization with cell-adhesive peptides (Fig. 2C). After
this alkali treatment, the polymer formed a structure consisting
of numerous tPs, strongly supporting the formation of cP (Fig.
S2, ESI†).

For the modification of cP’s MA terminals, we employed the
cell-adhesive peptide sequence GRGDSPC, observing the reac-
tion via UV-vis spectroscopy (Fig. 2D and E). This combination
results in the thiol-maleimide reaction between the cysteine
residue and the MA terminal, which forms covalent thioether
bonds. The reduction in spectrum at 300 nm over time indi-
cated the successful click reaction between cP and the peptide,

eventually reaching completion of reaction after around 200
min. Modification of these functional peptides did not alter the
size distribution of the clusters (Fig. S3, ESI†). With tP solution,
the reaction between the tetra-branch terminals and the cyste-
ine residue of the peptide increases theoretically as the concen-
tration rises, thus elevating the modification density (Fig. 2F).
A similar linear increase in modification rate is observed with
cP solution, nearly reaching the theoretical limit. In such
instances, the impact on mechanical strength is minimal,
and the release from the hydrogel is expected to be inhibited,
facilitating not only the assessment of functional peptide
effects across a broad concentration but also improving cell
culture on traditionally non-adhesive surfaces. Consequently,
this significantly broadens the scope and application of hydro-
gels in biomedical engineering and related fields.

Release profile of clustered-PEG from tetra-PEG hydrogels

Next, we encapsulated the designed cP within tP hydrogels to
assess their release behavior (Fig. 3A). The encapsulation
process, involving the cP in tP solutions followed by mixing,
resulted in tP hydrogels containing uniformly dispersed cP, as
evidenced by the absence of phase separation like cloudiness.
This uniform dispersion was further confirmed by confocal
laser scanning microscopy, which showed no aggregated struc-
tures of fluorescence-labeled cP within the hydrogel, indicating

Fig. 3 Release profile of clustered-PEG from hydrogels. (A) Photographs of tP hydrogels encapsulating cP (left) and without cP (right). (B) Images of
hydrogels encapsulating alexa-labeled cP, shown via bright field (left), fluorescence (middle), and merged (right) observation. Scale bars represent
500 mm. (C) Merged images of various hydrogels encapsulating alexa-labeled cP during PBS immersion for 48 h. Scale bars represent 500 mm.
(D) Fluorescence intensity relative to time 0 h. (E) Cumulative release ratio of alexa -labeled cP from hydrogels over time.
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a consistent dispersion across all designed clusters (Fig. 3B).
This confinement process did not significantly change the
mechanical properties of hydrogels (Fig. S4, ESI†). To elucidate
the release dynamics of cP from the hydrogel, we immersed the
hydrogel in PBS and monitored the attenuation of fluorescence
intensity, revealing a clear dependency on the cluster size
(Fig. 3C). In all hydrogels, a rapid decrease in fluorescence
intensity observed after 2–3 h was attributed to osmotic pres-
sure acting within the hydrogel, leading to the release of
polymers. Notably, tP encapsulated within the hydrogel showed
almost complete fluorescence attenuation within approxi-
mately 6 h, whereas smaller cP clusters (r = 0.9) demonstrated
a gradual decrease in intensity, persisting even after 48 h.
In contrast, larger cP clusters (r = 0.78) exhibited a more
pronounced retention of fluorescence intensity, indicative of
their prolonged retention within the hydrogel (Fig. 3D). The
quantitative analysis of cP release into PBS further highlighted
the release dynamics, with an initial burst release observed,
followed by a significant reduction in the release rate for larger
clusters, and negligible release detected after 72 h (Fig. 3E).
Subsequently, while tP continued to be gradually released, the
release of cP effectively ceased. This pattern underscores that tP
release aligns with the hydrogel’s mesh size and the osmotic

pressure within the hydrogel, whereas larger cP clusters remain
retained. This observation underscores the potential to
enhance the functional efficacy of additives by controlling the
size of the clusters, thereby offering a strategy to tailor release
profiles and maintain sustained functionality of hydrogel-
encapsulated additives.

Additionally, when encapsulating cP within agarose hydro-
gels, we observed retention within the hydrogel, albeit to a
lesser extent than in tP hydrogels, attributed to agarose’s larger
mesh size.29 This finding suggests that increasing the cluster
size or utilizing longer tP as the prepolymer could significantly
augment retention, underscoring the adaptability and controll-
ability of our strategy for broader hydrogel applications. Thus,
our study presents a novel approach to optimizing hydrogel
functionality through the strategic encapsulation of functional
clusters, with implications for their use in various biomedical
applications.

Cell culture on hydrogels encapsulating functionalized,
clustered-PEG

Finally, our study encapsulated functionalized cP (cP-RGD, r =
0.78) within tP hydrogels to assess its impact on fibroblast
adhesion and proliferation on hydrogel surfaces (Fig. 4A).

Fig. 4 Two-dimensional cell culture on hydrogels. (A) Live/dead staining images of cells cultured for 7 days on tP hydrogels (upper section) and agarose
hydrogels (lower section) both encapsulating cP (r = 0.78). Scale bars represent 200 mm. Photos of each block show live (left-upper), dead (right-upper),
phase-contrast (left-lower), and merge (right-lower) images. (B) Phase-contrast images of cells on various hydrogels after 1 day of culture. Scale bars
represent 200 mm. (C) Quantitative analysis of cell adhesion, expressed as the ratio of adhered cells to the number of cells seeded (left), and cell growth,
expressed as the growth ratio after 1 day of culture (right). *P o 0.05 was considered statistically significant.
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In this study, we used the well-known cell-adhesive RGD pep-
tide, which can confer cell adhesion properties to various
hydrogels, to simply evaluate hydrogel functionalization by
observing the adhesion of fibroblasts—whose adhesion
mechanisms are well understood—to the hydrogel surface.22

On the first day, fibroblasts demonstrated adhesion and slight
extension on the hydrogel surface, exhibiting good survival and
non-cytotoxicity of cP. Over time, these behaviors became more
pronounced, culminating in significant cell proliferation by day
7. This enhancement in cell-adhesive properties, attributable to
the RGD modification of cP, marks a notable contrast to the
non-adhesive nature of hydrogels with unmodified cP or tradi-
tional tP hydrogels (Fig. 4B). When incorporating RGD-cP into
agarose hydrogels, we observed similar initial adhesion and
survival as in tP hydrogels. However, a distinct shift occurred by
day 4, with cells detaching and forming spheroids, likely due
to the efficient release of fcP from the agarose matrix.
This behavior underscores the role of fcP in imparting cell
adhesiveness not just to tP hydrogel but also to agarose hydro-
gels, despite their inherent differences in mesh size and
composition.

Although initial adhesion rates were lower compared to
fibroblasts cultured on standard TCPS plates, the observed
proliferation in tP hydrogels containing cP indicates that the
larger cP clusters function effectively without being released
(Fig. 4C). This adhesion and proliferation can be further
enhanced by optimizing the RGD modification or concen-
tration on cP. Our approach not only simplifies the chemical
modification of additives to cP but also opens avenues for
integrating peptides that promote angiogenesis or wound heal-
ing, paving the way for the development of innovative functional
cP variants. Moreover, by employing synthetically derived mat-
erials, our strategy presents a reproducible and potentially safer
alternative to animal-derived additives, minimizing concerns
about cytotoxicity in biomedical applications. It heralds new
possibilities for hydrogel-based technologies in hydrogel engineer-
ing, drug delivery, and regenerative medicine, suggesting exciting
directions for future research and application.

Conclusions

Our study presents a breakthrough in hydrogel technology by
encapsulating and functionalizing clustered-PEG within PEG
hydrogels, enhancing cell adhesion and proliferation. This
advancement not only overcomes the limitations of traditional
non-cell-adhesive hydrogels but also introduces a controlled
release mechanism based on cluster size, showcasing our
method’s precision in hydrogel property modulation. The
observed uniform dispersion and sustained functionality of
cP within the hydrogels demonstrate the potential for creating
multifunctional biomaterials applicable to tissue engineering,
regenerative medicine, and drug delivery. Furthermore, the
successful application of this strategy across different hydrogel
matrices, combined with the use of synthetically derived mate-
rials, highlights its versatility and safety for biomedical

applications. Looking forward, this work paves the way for
incorporating a wider range of functional peptides into hydro-
gels, expanding their biological activities and applications. Our
findings set the stage for further investigations into the in vivo
performance of these advanced hydrogels and their potential to
revolutionize biomaterials science.

Experimental section
Materials

4-Armed poly(ethylene glycol) (tetra-PEG (tP), Mw = 10 kg mol�1)
end-functionalized with maleimide (tP-MA) and sulfhydryl
(tP-SH) was purchased from SINOPEG Biotech Co., Ltd (Fujian,
China). GRGDSPC was purchased from GenScript (Tokyo,
Japan). Alexa Fluort 488 NHS ester (succinimidyl ester)
(Alexa488-NHS), Dulbecco’s modified Eagle’s medium (DMEM),
penicillin/streptomycin (PS), fetal bovine serum (FBS), trypsin-
EDTA (0.05%), LIVE/DEADt viability/cytotoxicity kit, and
D-PBS(�) (PBS) were purchased from Thermo Fisher Scientific
Inc. (Massachusetts, USA). Fluorescein-4-isothiocyanate (FITC)
was purchased from Sigma-Aldrich (Missouri, USA). Dimethyl
sulfoxide (DMSO) and methanol were purchased from FUJIFILM
Wako Pure Chemical Corporation (Tokyo, Japan). 0.45 mm filter
(Minisart, Sartorius AG, Göttingen, Germany), dynamic light
scattering (DLS) (Zeta-potential & Particle size Analyzer ELSZneo,
Otsuka Electronics Co., Ltd, Osaka, Japan), confocal laser scan-
ning microscope (CLSM, LSM 900, Carl Zeiss AG, Jena, Germany),
and ARVOt X3 microplate reader (PerkinElmer, Inc., Massachu-
setts, USA) were used in all experiment. In order to adjust the level
of pH to control the reaction rate of the thiol-maleimide coupling,
citrate phosphate buffer (CPB) was prepared according to manu-
facture protocol.

Preparation of clustered-PEG

tP-SH and tP-MA were dissolved in citrate phosphate buffer
(CPB, 20 mM, pH3.8) to achieve a PEG concentration (CPEG)
of 20 g L�1. To prepare the pre clustered-PEG (pre cP) solution,
tP-MA solution was mixed with the tP-SH solution under
stoichiometrically imbalanced conditions, where tP-MA was
added in an excess ratio relative to tP-SH, defined by the ratio
r = [tP-MA/(tP-SH + tP-MA)]. This pre cP solution was then
incubated at 25 1C for 24 h, resulting in the formation of cP.

Dynamic light scattering analysis

cP solutions with varying ratios (r = 0.75, 0.78, 0.80, 0.85, 0.90)
were diluted in CPB to achieve a final CPEG of 2.0 g L�1. Each
solution was transferred into a plastic cuvette (path length: 10 mm)
and placed within a dynamic light scattering device. The particle
size and distribution of both pre cP and cP solutions were assessed
at 25 1C by measuring the time correlation function.

Reaction analysis between between PEGs via UV-vis
spectroscopy

The pre cP solution with a ratio (r = 0.78) was placed into a
plastic cuvette (path length: 10 mm) and incubated at 25 1C for
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24 h. Subsequently, the absorbance across the 200–450 nm
range was recorded using a UV-vis spectrophotometer (V-670,
JASCO Corp., Tokyo, Japan) at 25 1C. To assess the reaction
ratio between tP-MA and tPEG-SH, we specifically measured the
absorbance at 300 nm. This reaction ratio was calculated as the
absorbance ratio of AbsTime (absorbance at a given time) to
Abs120 h (absorbance after 120 h), based on the assumption that
the reaction reaches completion after 120 h.

Mechanical strength of hydrogels

Pre-hydrogel solution was poured in a silicon mold (diameter:
30 mm, thickness: 2 mm) and incubated at 25 1C for 24 h.
Subsequently, each hydrogel was removed carefully from the
mold and put on the measurement plate. Hydrogels were then
compressed with PP25 sensor until detecting the road to 1.5 N,
and G0 and G00 were evaluated at a g of 1% and o of 0.6–
60 rad s�1 at 25 1C.

Hydrolysis process of clustered-PEG solutions

The cP solution with a ratio (r = 0.78) was mixed in a 1 : 1
volume ratio with CPB at pH 3.8 and 5.8 (200 mM), phosphate
buffer at pH 7.4 (200 mM), and carbonate buffer at pH 9.5
(200 mM). The mixtures were incubated at 25 1C. Subsequently,
each solution was transferred to a plastic cuvette (path length:
10 mm), and the absorbance within the 200–450 nm range was
measured immediately after mixing and then continuously for
48 h using a UV-vis spectrophotometer. Following incubation,
the solutions underwent dialysis against water for 24 h using a
Spectra/Pors 4 dialysis membrane (MWCO: 12–14 kD, Repli-
gen, Massachusetts, USA), with the water being exchanged
three times to ensure thorough removal of small molecules.
The dialyzed solutions were then lyophilized for 24 h, resulting
in dried cP. To assess water solubility differences, PBS was
added to both the alkaline treated (pH 9.5) cP and the non-
treated cP to achieve a final CPEG of 10 g L�1. This comparison
aimed to elucidate the impact of pH treatment on cP’s solubi-
lity in aqueous environments.

Observation by transmission electron microscopy

Morphologies of cP (r = 0.78) and tP were observed by transmis-
sion electron microscopy (TEM). Only the cP solution was
mixed with 2% uranyl acetate solution. The cP and tP solution
were dripped onto collodion film on the TEM grid and air-
dried. The air-dried samples were measured by TEM (Bio-TEM
JEM-1400, JEOL, Japan).

Peptide functionalization process

GRGDSPC peptide was dissolved with CPB (pH 3.8, 200 mM) to
achieve a peptide concentration of 50 mM. This peptide
solution was then added to the cP solution (r = 0.78), adjusting
the final peptide concentration to range from 0.5 to 8 mM. The
resulting mixture was incubated at 25 1C for 6 h. Subsequently,
the absorbance within the 200–450 nm range was measured
using a UV-vis spectrophotometer, with particular attention to
the absorbance at 300 nm to evaluate the reaction ratio between
the maleimide groups of cP and the peptide. Following the

completion of the reaction, the mixed solution was combined
with carbonate buffer (pH 9.5) at a 1 : 1 volume ratio
and incubated for an additional 6 h. at 25 1C. Finally, the
incubated solution underwent dialysis against water and was
lyophilized, resulting in the functionalized cP ready for further
applications.

Characterization of RGD functionalization

FITC was first dissolved in methanol to achieve a concentration
of 10 g L�1. Following the incubation of the RGD-cP solution
with carbonate buffer, phosphate buffer (pH 7.4) was added to
the cP solution in a 1 : 1 volume ratio. Subsequently, the FITC
solution was introduced to achieve 100 equivalents (eq.) relative
to the tP-MA in cP. The mixture was then incubated at 25 1C for
24 h. Post-incubation, the solution underwent dialysis against
water and was subsequently lyophilized to obtain the functiona-
lized cP. The lyophilized cP was redissolved in PBS to a final CPEG

of 10 g L�1. The fluorescence intensity of this solution was
measured using a microplate reader (excitation: 485 nm, Emis-
sion: 535 nm). Based on these fluorescence readings, the reaction
ratio of the RGD functionalization was evaluated, providing a
quantitative measure of the functionalization’s efficacy.

Preparation of alexa-labelled clustered-PEG

Alexa488-NHS was first dissolved in DMSO to achieve a concen-
tration of 1 g L�1. Following the incubation of the cP solution
with carbonate buffer, phosphate buffer (pH 7.4) was added
to the cP solution in a 1 : 1 volume ratio. Subsequently, the
Alexa488-NHS solution was introduced to achieve a molar ratio
of 0.1 equivalents (eq.) relative to the tP-MA present in cP. The
mixture was incubated at 25 1C for 24 h to facilitate the
conjugation of Alexa488 to cP. After the incubation period,
the solution underwent dialysis against water to remove
unreacted dye and small molecules, followed by lyophilization
to obtain the Alexa-labeled cP in dry form.

Observation by confocal laser scanning microscopy

The lyophilized cP was redissolved in CPB at pH 3.8 to a final
concentration of 5 g L�1. Separately, solutions of tP-MA and
tP-SH were prepared in the cP solution to reach a concentration
of 80 g L�1 each. These solutions were then mixed in a 1 : 1
volume ratio to form the pre-hydrogel solution containing cP.
The mixture was transferred into glass capillaries (diameter:
2 mm) for gelation. After a 24 h incubation at 25 1C, the
capillary-shaped hydrogels were gently extracted and sectioned
into 1 cm lengths. These sections were placed in glass-bottom
dishes, submerged in 1 mL of PBS, and covered with a glass
slide to minimize water evaporation. The prepared samples
were then analyzed in an LSM800 confocal microscope to
monitor fluorescence intensity changes over a 48 h period.
Observations were conducted at a constant temperature of
25 1C.

Release observation of clustered-PEG from hydrogel

200 mL of the pre-hydrogel solution containing alexa-labeled cP
was dispensed into a 1.5 mL sampling tube. Subsequently,
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1.2 mL of PBS was added to the tube to initiate the release
process. At predetermined time intervals, 1.2 mL of the PBS
solution was carefully removed for analysis and replaced with
fresh PBS to maintain the volume and conditions consistent
throughout the observation period. The fluorescence intensity
of the sampled solutions was measured using a plate reader
excitation: 485 nm, emission: 535 nm. The release ratio of cP
from the hydrogel was determined by accumulating the fluores-
cence intensities of the sampled solutions, providing a quanti-
tative measure of cP released over time.

Culture of human dermal fibroblasts

Live human dermal fibroblasts (HDFs) at passage 14, with a
density of 1.0 � 106 cells, were cultured in 10 cm dishes
(Corning Inc., New York, USA) using DMEM supplemented
with 10% FBS and 1% PS, at 37 1C in an atmosphere of 5%
CO2. The culture medium was refreshed every 2–3 days to
maintain optimal growth conditions. Separately, solutions of
tP-SH and tP-MA were prepared in PBS to a concentration of
80 g L�1 and subsequently filtered through 0.45 mm filters for
sterilization. Dried cP with a ratio r of 0.78 was also dissolved in
PBS. These PEG solutions and cP solution were then combined
in a 1 : 1 volume ratio to form the pre-hydrogel mixture. This
mixture was dispensed into a 24-well plate, using sufficient
volume to ensure hydrogel formation upon a 30 min incubation
at 37 1C. The final concentrations in the wells were adjusted to
40 g L�1 for the PEG hydrogel and 5 g L�1 for cP. HDFs were
seeded onto the prepared hydrogels at a density of 2.0 �
104 cells per well and incubated at 37 1C under 5% CO2. Cell
viability and proliferation were assessed on days 1, 4, and 7
using a live/dead staining solution prepared with 1 mM calcein
AM and 2 mM ethidium homodimer in DMEM to distinguish
live from dead cells effectively. Moreover, cell number was
evaluated by trypan blue staining method.
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