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Exfoliated and reassembled graphite (ERG) forms macroscopic, high aspect ratio (1 : >106)

and highly conductive coating layers that are strongly adherent to paper, wood, cloth,

ceramic and other substrates. The coating precursor is an aqueous dispersion of

graphite that exfoliates spontaneously in alkaline cellulose solutions, forming stable

dispersions. These can be applied to the substrates by using different painting, coating

and lithography techniques. The coating morphology changes from highly smooth to

porous and rough, depending on the finishing procedure used. Coated paper sheets are

flexible and they perform as leads in electrical circuitry and as electrodes in

electrodeposition, supercapacitors, hygroelectricity cells and other electrochemical

devices suitable for flexible and wearable electronics. These unique properties of ERG

are explained as a consequence of the amphiphilic character of cellulose, which allows

it to play the roles of exfoliant, dispersant, stabilizer, adhesive and plasticizer, while

graphite powder is transformed into a cohesive laminated nanocomposite.
Introduction

The outstanding properties of graphene and related 2D materials (GRM) have
been attracting great attention and they are being explored to create nano-
materials that perform multiple functions in various applications.1–13 Composites
are the most common industrial graphene-based products, but the quality of
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commercially available graphene is usually low compared to the materials ob-
tained in the laboratory.

Graphene is oen commercially supplied as a powder and it is not expected
that <1 nm thin, electroneutral sheets will remain well separated when they touch
each other, due to the omnipresent van der Waals forces.

Thus, single-layer graphene cannot exist as a dry powder under normal
terrestrial conditions. This is one of the factors preventing widespread use of
graphene in themany industrial applications where it could be the basis for much
radical innovation.

Spontaneous graphene aggregation is accompanied by signicant changes in
its physical properties. For instance, the electrical conductivity of graphene is
among the highest known, surpassing copper and matching silver. However,
piling up graphene sheets lowers its conductivity steeply: the electrical conduc-
tivity of a 100-layer lamella is in the same range as that of graphite. On the other
hand, the resistance of a single graphene layer is 33 ohms per square, too high for
any applications requiring high currents. Based on data for single-wall carbon
nanotubes,14 graphene’s ability to sustain a high current may be as high as the
1012 A m�2 range, thus a 1 metre wide sheet could hold a 50 A current. Different
approaches are thus being taken to explore graphene in high-ampacity15 materials
for power transmission, as well as in thermal16 or strengthening17,18 applications
through the formation of graphene composites, e.g. the superhelix graphene/
copper nanocomposite wires19 with 600 mm overall diameter which can carry
5.8 � 1010 A m�2.

Moulding powders facilitates particle aggregation, so that we cannot think of
moulded graphene macroscopic monoliths. Graphite itself can be shaped in
macroscopic bars, cylinders and plates, allowing its use in power applications, but
this is in turn limited by the brittleness of graphite monoliths.

In this laboratory, we approached this problem by exfoliating graphite in
aqueous alkaline cellulose solutions, thus producing dispersions suitable for
making conductive coatings or monoliths.20 Graphite exfoliation has been
described in the literature by using various dispersing agents and by oxidizing to
graphene oxide. Direct exfoliation in water is achieved using dispersant solvents,
surfactants and polymers, high pressure,21 extended sonication22 and mechano-
chemical action (e.g. in the presence of melamine),23 followed by freeze-drying.
This introduces new problems due to the negative effect of exfoliant residues
which are oen electrical insulators. Graphite exfoliation by cellulose takes place
at dispersant/graphite weight ratios lower than 1 : 60; the dispersant cellulose
becomes an excellent adhesive when themedium pH is lowered.24 Wet cellulose is
a low-Tg polymer that acts as a plasticizer of the exfoliated lamellae. Most
importantly, the thin exfoliated lamellae reassemble on the substrates, forming
extended, continuous and insoluble lms. This combination of properties is not
matched by any other dispersant, notwithstanding all the efforts reported in the
literature.

Graphite exfoliation and reassembly can then produce macroscopic micron-
thick layers of a new material, extending over many square meters and perhaps
much greater areas. The aspect ratio (width/thickness) of this material is 106 or
higher, well above the aspect ratio of a single graphene sheet with 10 microns
width, and thus it performs as a macroscopic 2D material. This paper describes
106 | Faraday Discuss., 2021, 227, 105–124 This journal is © The Royal Society of Chemistry 2021
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different applications of exfoliated and reassembled graphite (ERG) that may
contribute to increasing the strategic and economic impact of 2D materials.
Results and discussion

Graphite exfoliated in aqueous cellulosic solutions forms non-Newtonian uids,
appearing as liquid dispersions, pastes or self-standing gels. When sheared, they
show rheo-optical effects, as expected for reective particles with large aspect
ratios. The dispersions may be stored and used for many months without
signicant change in their performance except for an increase in viscosity due to
spontaneous further exfoliation. They wet and spread on various types of ligno-
cellulosic or ceramic surfaces: wood, paper, cardboard, cloth, charcoal, brick,
china and a ceramic bre mat. Detailed information on the dispersion properties
is beyond the scope of this paper but will be published in the near future.
Substrate coating and nishing

Different coating techniques, like spraying, spreading, painting with roll or
brush, bathing, silk-screening and lithography, have already been used to
produce uniform and adhesive coatings with thickness ranging from some
nanometres to higher than a hundred microns, on smooth or rough surfaces that
may have complex shapes. Some examples are pictured in the ESI (Fig. S1†).

Successive coating layers may be applied to the substrate, allowing water to
evaporate in between successive applications. Thus, it is possible to repair
damaged coatings or to use additive manufacture techniques with these
materials.

Upon drying, the exfoliated graphite lamellae reassemble, forming a contin-
uous adherent lm, irrespective of the substrate roughness. Drying under air is
concurrent with CO2 uptake which lowers the pH and renders cellulose insoluble.
The amphiphilic character of cellulose allows its adhesion to different lignocel-
lulosic and ceramic materials. Cellulose is thus a good binding agent for making
compatible multiphasic solid coatings.

The ERG surface is a rough network of cellulose brils spread over at areas, as
shown in the optical micrograph in Fig. 1. The intensity ratios of Raman spectra
acquired from different spots show the presence of graphite and other kinds of
graphene assemblies,25 while the intensity of the cellulose uorescence band is
highly variable.

The ERG coatings may be nished by various techniques to produce smooth
surfaces, as shown in Fig. 2.

The SEMmicrograph of the nished ERG surface shows a at layer of irregular
particles that are predominantly aligned along the surface plane. Cellulose is also
seen in the coating side view as a material with irregular shape, lying on the
lamellae at surfaces and also in between them. Cellulose occupies only a fraction
of the conductive graphitic particle surfaces, allowing for electrical contact across
the whole coating layer.

AFMmicrographs in various modes (topography, friction force and conductive
probe) are shown in Fig. 3, and they provide valuable information on ERG
assembly. The topographymeasurements show plates with thickness of a few tens
of nanometers as well as steps that are a few nm thick.
This journal is © The Royal Society of Chemistry 2021 Faraday Discuss., 2021, 227, 105–124 | 107
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Fig. 1 Top: Optical micrograph of ERG-coated paper surface. Bottom: Raman spectra
obtained from 3 different points. The Raman laser spot diameter is ca. 1 micron.
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The friction force micrographs show that the surface has extensive low friction
domains, interspersed with higher friction areas, while the conductive probe
images verify the coexistence of conductive and non-conductive domains.

The coatings are thus anisotropic macroscopic sheets made by joining
anisotropic particles aligned along the surface plane. Different from common
graphite materials, ERG layers are exible, and they can be made stiffer or soer
by reversibly plasticizing the interspersed cellulose with water vapor or liquid.

Coated substrates can be bent to low curvature radii, and mechanical damage
due to bending is easily repaired by retouching, or by self-repair triggered by
wetting and pressing of the defective area. Coating plasticity is assigned to the
unprecedented ERG microstructure shown in the micrographs, in which wide
bare lamellar surfaces are held together by strong cellulose brils and adhesive
layers that occupy only a fraction of their surface area, leaving most conductive
surfaces free to contact their neighbours.
Electrical resistance at the macro and nanoscales

The low surface resistance of ERG-coated paper has already been described in
previous work, but signicant improvement has been achieved since the original
publication. Exploring various graphite and cellulose raw materials over a broad
range of compositions and using various nishing procedures provided a number
108 | Faraday Discuss., 2021, 227, 105–124 This journal is © The Royal Society of Chemistry 2021
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Fig. 2 Top: SEMmicrograph of an ERG layer painted on paper. Bottom: View of a cut side
surface. Scale bars: top, 100 mm; bottom, 2 mm.
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of formulations suitable for specic purposes. As expected, dispersions with
higher graphite/cellulose weight ratios produced coatings with lower surface
resistance.

Fig. 4 shows resistance measurements taken along a 1 cm wide strip of an
ERG-coated paper sheet, both as a recently prepared dry lm and aer calen-
dering. The coating thicknesses were respectively 124 and 83 mm. From the
slopes and intercepts of these plots, we obtain 22.4 and 1.1 ohms per square for
the surface resistance and 10.9 and 2.1 ohms for the contact resistance of the
unnished and nished paper, respectively. Combined with the coating thick-
nesses, this yields 2.8 � 10�3 and 9.1 � 10�5 ohms per m for the resistivity,
respectively.

These gures may be too high or low for some desired applications, but they
are easily changed by changing the composition of the dispersion used, the
sample thickness, the nishing procedure and the contact with the metal probes.
This can be better understood by looking at the SEM images (Fig. 2) and especially
the scanning probe micrographs (Fig. 3d), in which electrical current passes
predominantly through the graphite sheets, but decreases abruptly in the
cellulose-rich regions.
This journal is © The Royal Society of Chemistry 2021 Faraday Discuss., 2021, 227, 105–124 | 109
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Fig. 3 Scanning probe microscopy images of a calendered ERG coating on paper. (a) and
(b) Topography images and line-scans showing the morphological aspects of the nano-
composite. (c) Friction force microscopy showing height and lateral force plots along the
line-scans drawn over the micrographs. (d) Conductive probe AFM: topography (left) and
current (right) mode images of the calendered surface of ERG-coated paper. Height and
current plots along the vertical lines drawn in the images show that the graphite domains
exhibit a high electric current response.
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So far, the lowest surface resistance achieved in this laboratory is 0.6 ohms per
square for another lm of ERG-coated, washed and calendered Kra paper, fol-
lowed by 0.7 ohms per square for a 40 � 40 cm ERG-coated medium density
berboard (MDF).

Further resistance lowering is probably still possible, by improving the juxta-
position of the lamellae and by reducing the amount of cellulose in the nished
coating.

Coating adhesion

ERG coatings do not peel off from exed coated paper, cardboard and cloth. Sharp
bendsmay fracture thicker coatings, but these also resist peeling, even adjacent to
110 | Faraday Discuss., 2021, 227, 105–124 This journal is © The Royal Society of Chemistry 2021
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Fig. 4 Electrical resistance of 1 cmwide as-prepared (blue dots) ERG-coated paper sheets
and calendered (black dots) ERG-coated paper sheets, as a function of distance between
the measuring probe tips.

Fig. 5 Top row: Picture of a piece of ERG-coated paper that was tested for coating
adhesion (left), the ERG-coated paper after the adhesion test (center), and the adhesive
tape used in the test (right). Center row: A sheet of another sample, where the lower left
corner layers within the lamellae, together with a small amount of adhesive cellulose that
persists within the coating, were successfully coated with adhesive tape and peeled off ten
times (left, center), and a plot of sample weight loss and the corresponding decrease in
thickness, calculated using the weight data (right). Bottom: Pictures of the ten tapes used.
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the fracture line. ERG coating adhesion was tested following the ASTM D 3359-97
Standard, and the results pictured in Fig. 5 show that no square in the testing grid
was withdrawn, and neither were the grid square tips damaged, as shown in
Fig. 5, top row. The le side shows a picture of the grid before the adhesion test,
and the picture in the center shows the grid aer the adhesive tape was peeled off
and does not show visible damage. The light discoloration of the tape used in this
test is due to a small amount of delaminated graphene lamellae, evidencing that
adhesion between the piled-up graphene layers is much lower than ERG adhesion
to the substrate. The amount of peeled off ERG was quantied as shown in the
center row in Fig. 5, showing that ten successive peeling tests removed only
a small amount of the surface coating material. This is visualized in the bottom
row, conrming that the successive peeling steps removed approximately the
same amounts of graphene/nanographite, as shown in the weight loss plot.
Together, these results show that ERG coatings may be used to prevent unwanted
adhesion on the coated surfaces, since the adherent bodies can be easily peeled
off, as the adhesive tapes were in this experiment.

Thus, regenerated graphite coatings display an unusual combination of
adhesive properties: they are strongly adherent to the substrate, but not to
external adherent bodies.

This is expected, considering the poor adhesion among graphene layers.

Wetting and swelling

The wetting behavior of the graphite coatings depends largely on their specic
composition and nish, as shown by the contact angle measurements presented
in Fig. 6. As-prepared dry ERG-coated paper is wetted by water and the testing
droplet is slowly drawn to the underlying paper sheet. This is drastically changed
by calendering, which increases the initial water–ERG contact angle, keeping it
nearly steady during droplet evaporation. Coating with polydimethylsiloxane
increases the contact angle, which levels off at just below 90�.

The remarkable effect of calendering on water contact angle is expected,
considering the decrease in surface roughness accompanying the realignment of
the surface lamellae under pressure. This also explains the negligible change in
contact angle during droplet evaporation, considering that advancing and
receding contact angles are expected to be identical on smooth, chemically
uniform surfaces.

Conductive leads in electric circuits

Conductive inks26 are oen designed to make printed and exible circuitry. ERG
coatings can be used in this way, and ERG paper is easily cut, coated and
assembled as the leads in circuit boards. This has been demonstrated by building
kits for students experimenting on electricity and electrochemistry.

Fig. 7 shows a simple circuit for distinguishing conductive from non-
conductive materials, assembled from a kit that includes parts used in eleven
electrochemical experiments.

Electrodes

ERG-coated paper, wood, brick and other materials are robust electrodes for
various applications. For instance, copper electrodeposition is easily done,
112 | Faraday Discuss., 2021, 227, 105–124 This journal is © The Royal Society of Chemistry 2021
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Fig. 6 Advancing contact angle measurements of 5 mL sessile water drops resting on
samples of paper coated with ERG.

Fig. 7 Pictures of a circuit board assembled from a kit made for student experiments on
electricity and electrochemistry. A piece of filter paper wetted with (A) an aqueous solution
of NaCl (0.1 mol L�1) and (B) cooking oil is placed between the conductive leads. A LED
indicates the onset of electric current and it is lit on the left only.
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producing copper lms on the coated paper sheets, as shown in Fig. 8. Surface
coverage by deposited copper follows the expected linear relationship with t1/2.
Energy applications

Graphite and graphene perform multiple roles in electrochemical systems,
especially supercapacitors27,28 and cells or batteries.
This journal is © The Royal Society of Chemistry 2021 Faraday Discuss., 2021, 227, 105–124 | 113
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Fig. 8 Upper: SEM micrographs of copper electrodeposited on an ERG-coated calen-
dered surface, using a 0.5 mol L�1 solution at 2.85 mA cm�2. (a) is the initial sample and
(b)–(f) are samples withdrawn from the copper solution after 5, 10, 30, 60 and 120minutes,
respectively. Lower: Two ERG-coated paper strips (g and j) used for copper electrode-
position are shown together with optical micrographs (h and i) of the copper coated areas.
The sample on the right was calendered, the other was not.
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Electric double-layer capacitors. Electrodes for supercapacitors and other
related devices show better performance when they have a large surface area and
are easily penetrated by the electrolyte. For this reason, ERG was modied by
adding activated charcoal to the dispersions used to make supercapacitor
Table 1 Selected data for supercapacitors made from flexible electrodes and showing
high performance29

Components
Capacitance
(mF cm�2)

Ni3V2O8@PANI30 585
Annealed carbon cloth31 2900
Ni(OH)2/C/Cu//Mn3O4/C/Cu

32 216
ERG on paper (this work) 350
Activated carbon (AC) on polyimide lm33 35
Graphene/AC on polyimide lm19 37
Graphene on polyimide lm19 8
MnCo2O4 hollow spheres on carbon bres34 800
P3MT/HACNT on PDMS35 3100
HACNT on PDMS21 750
Buckypaper on PDMS21 250
Graphene–graphite/PU36 16
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electrodes. This material showed relatively low capacitance per unit weight, but
its capacitance per unit area compares favourably to other materials, as seen in
Table 1.

This can be understood by considering the possibility of making thick ERG
coatings, so that loading the electrode with electroactive material compensates
for its low specic capacitance.

Using higher amounts of electrode materials is facilitated by their low cost,
great availability and the possibility of designing and building capacitors as parts
of manufactured goods, housing and equipment. This can be done without any
safety concerns, since EDL capacitor voltages seldom exceed 2.5 volts.

Desired combinations of electrode properties are achieved by adding other
components to ERG and using suitable processes and nishing techniques to
tailor the electrodes to different applications. It is thus possible to combine the
conductive properties of ERG not only with activated charcoal but also with many
other components, to achieve the capacitance or pseudo capacitance shown e.g.
by nickel vanadate@PANI, MnCo2O4 hollow spheres, poly(3-methylthiophene)/
horizontally aligned carbon nanotubes (P3MT/HACNT) on PDMS, or iron
hydroxide nanoparticles which were recently disclosed as a new benchmark.

Hygroelectricity37–47 is a recent development for energy scavenging, based on
water ion partition during adsorption–desorption in a moist atmosphere or pure
water. It has been implemented in different ways, and a simple experimental
setup is an asymmetric capacitor under humid air or wetted by pure water. It can
be observed by assembling capacitors using two paper electrodes coated with
Fig. 9 Electric circuit consisting of four hygroelectricity cells in series with four blue LEDs.
The hygroelectricity cell is formed by an aluminum electrode and an ERG-coated paper
electrode. A piece of water-soaked filter paper placed between the electrodes keeps the
cell humid. The closed-circuit voltage is approximately 2.5 V.
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different graphite dispersions, or a capacitor built using a conductive paper
electrode and an aluminium sheet.

The power output of a series arrangement is sufficient for energizing low-
power applications, fully independent of the grid and without consuming valu-
able metal electrodes from electrochemical cells and batteries. A simple setup
that keeps many LEDs continuously lit for a few days is shown in Fig. 9.
Friction, re resistant surfaces and electrical heaters

Beyond its electrical properties, graphite is used as a lubricant and it is resistant
to re. For this reason, ERG coatings show useful anti-friction and re resistance
properties. Beyond that, its tunable electrical resistance makes it suitable to be
used in low-power density heaters. Heating uses a signicant part of the energy
consumed globally and it is oen done using heating elements operating at much
higher temperature than the heated bodies, decreasing the heater efficiency.
Benchmarking

The procedures used to obtain the oriented graphite coatings and the results
achieved differ from current graphene and graphite-based inks or paints,7

opening many possibilities for the development of new products designed for
different applications.

A comparison of ERG with current conductive inks and coatings and some
reference materials is shown in Table 2. Coating resistance is oen expressed as
Table 2 Resistivity and surface resistance of ERG, compared to related or competing
materials

Material
Resistivity
(U m�1)

Resistance
(U per square)

Thickness
(m)

Graphene monolayer 10�8 33 3 � 10�10 (single
sheet)

Multilayer graphene49 10�6 33 3 � 10�8 (100
sheets)

Graphene thin lms exfoliated under high
pressure21

2 � 10�5 3 to 50 � 10�6

Graphene thin lms exfoliated under
extended sonication22

2.3 � 10�3

Graphite (basal) 2 � 10�6 0.3 6 � 10�6 (20k
sheets)

ERG (including substrate, best result in this
lab)

0.6

Microuidized graphite50 2.5 � 10�4 2
Commercial silver ink51 12.5 �

10�5
5 � 10�3 2.5 � 10�6

SWNT dispersed in SDBS52 4
MnO2-coated hollow carbon microspheres53 3
CNTs coated active carbon54 20
Silver nanowires55 8
Encapsulated graphene/CuNT/EVA/PET
hybrid lms56

8
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the resistance measured by contacting the surface with the probe leads and it is
expressed in ohms per square, R ¼ r/h where r is the resistivity and h is the lm
thickness. For instance, organic photovoltaics require 10 U per square sheet
resistance which is achieved using 1 mm-thick lms of highly conductive metals,
like Au, Cu and Ag. There has been great progress in lowering the sheet resistance
of lms applied to substrates, and an excellent result was published recently,
using a procedure based on graphite exfoliation under high shear rate. This was
done in the presence of Na-carboxymethylcellulose at concentrations as high as
100 g /L�1, and the authors achieved <2 U per square sheet resistance, which is
already in the range required for printed RFID antennas.

The resistance of ERG coatings varies within a broad range, depending on the
composition of the dispersion used, thickness and nishing procedure. The
lowest value achieved is 0.6 ohms per square, which is suitable for many
macroscopic applications.

For instance, any square coating with this resistance dissipates only 1.3 W
under a 15 A current. If the voltage fed to the circuit is 120 V, the power dissipated
in the coating square is less than 0.1%.

In many applications, the conductive materials used should also comply with
safety and environmental requirements, especially when the coated products are
designed for a single use, e.g. in medical applications. Materials printed or coated
with ERG do not pose any difficulties concerning nal destination, since they can
be composted or treated by various thermal processes (e.g. gasication, pyrolysis),
leaving behind only carbon rich residues which are environmentally valuable. The
graphite used in this work was of mineral origin, but useful conductive carbon
particles are currently being produced from waste and they are showing prom-
ising results in conductive rubber.48 Each system has its pros and cons, consid-
ering the specications set for specic applications. The procedures used in this
laboratory to make conductive ink and paint are based on a mild, low-shearing
procedure for partial exfoliation of graphite, forming high-aspect ratio nano-
graphite sheets. Energetic procedures like sonication or milling are avoided, to
prevent breaking of the graphite particles. High dispersant concentrations are
also avoided, allowing for maximal contact among the individual graphene
lamellae in the reassembled graphite.

ERG and even graphite are no match for the electrical conductivity of silver,
but they have an advantage: they do not undergo signicant oxidation under air.
This is a problem for silver, in which a poorly conductive oxide is formed spon-
taneously under air, increasing the contact resistance among the silver particles
and decreasing the shelf-life of silver-based conductive inks.
The multiple roles of cellulose: exfoliating agent, adhesive, plasticizer

The ability of aqueous cellulose solutions to wet and exfoliate graphite, while
keeping the thin lamellae stably dispersed in an aqueous medium, is explained by
the amphiphilic character of the individual cellulose chains.

ERG is made directly from the aqueous dispersion, avoiding the drying and
powder handling steps which are required to make many current graphene
products and compromise the quality of industrial products.57

Other properties of the extended thin ERG lms described in the present
work also derive from the properties of cellulose. ERG is resistant to water but it
This journal is © The Royal Society of Chemistry 2021 Faraday Discuss., 2021, 227, 105–124 | 117
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may swell, depending on the cellulose content. The moist lms are plastic but
they become rigid when dry. This is explained by the plasticizing role of
cellulose chains interspersed with nanographite and graphene lamellae. The
outcome is lamellae mobility, which allows their alignment along the lm
surface, exposing the basal plane to external electrical contacts. Low amounts
of cellulose are required for coating cohesion and adhesion, as seen in the
micrographs.

Moreover, cellulose chains are at and they are likely adsorbed (within the
dispersion) with a predominantly train conformation that leaves the at graphitic
surfaces largely unoccupied and suitable for electronic conduction.

The uniqueness of the contribution made by cellulose to ERG appears more
clearly when we compare its performance to other widely used dispersants, for
instance carboxymethylcellulose (CMC), a closely related modied cellulose.
Graphite disperses well in aqueous solutions of CMC and the resulting disper-
sions can be used to paint paper, producing uniform coatings with low electrical
resistance. However, the thin coating layers do not adhere strongly to exible
substrates: they do not withstand mechanical nishing procedures and they peel
off the exed substrates. This is a serious limitation in wearable circuitry.
Moreover, CMC-based graphite coatings are easily re-dispersed in water and do
not resist exposure to high humidity.

Exfoliating graphite and using it directly in its dispersions follows examples
from the chemical industry, where highly unstable, sensitive or dangerous
compounds, like phosgene, carbon disulphide, and sulphur trioxide as well as
nickel and iron carbonyls seldom leave the plants to go anywhere. Using these
chemicals in situ avoids huge handling, safety and environmental problems. In
the present case, this approach combines top-down graphite exfoliation with its
bottom-up reassembly as macroscopic continuous layers whose mechanical and
handling properties differ pronouncedly from those of graphite powders or
monoliths. The same approach can probably be used with other 2D materials to
facilitate their use in various applications.

This is also in line with the work of many groups who have already opted for
making graphene in situ, e.g. on copper foils.58
Experimental
Reagents

Different graphite types prepared by various procedures and with various particle
dimensions were used in this laboratory, but the original results described in the
present paper were obtained using graphite Grane® 95100 (Nacional de Grate,
São Paulo-SP, 96.4% C, 3.5% ash, mesh size $ 325). Cellulose was used as the
microcrystalline product Microcel®-101 (Blanver, São Paulo-SP, 50 mm average
particle size, 0.26–0.31 g cm�3 density), and the solution of 50% NaOH in water
was acquired from Synth (Diadema-SP).
Sample preparation and handling procedures

Graphite dispersions. Cellulose powder was slowly added to 5 L of a cold
(0–5 �C) NaOH solution in a polyethylene beaker under gentle stirring using
a Fisatom 713D high torque overhead stirrer at 210 rpm min�1 (the stirrer can
118 | Faraday Discuss., 2021, 227, 105–124 This journal is © The Royal Society of Chemistry 2021
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handle up to 10 L liquid under 200 rpm) to avoid cellulose clumping. The
resulting dispersion was kept in a refrigerator overnight, and then stirred and
examined to ensure that the cellulose was fully dissolved. Cold water was added as
required to achieve the desired cellulose concentration. The required amount of
graphite was then slowly added to allow for intimate contact between the
hydrophobic graphite powder and the cellulose solution. The powder was quickly
wetted and sank within the solution, where it was allowed to exfoliate under
gentle stirring or just stored at a low temperature. The same procedure was used
for a broad range of concentrations: graphite, from 2 to 20% weight; cellulose, 0.5
to 4% weight; and NaOH, 3 to 7% weight. Sonication and other energetic
procedures were avoided to minimize cellulose chain and graphite lamellae
breakdown. The dispersion viscosity was measured to verify the degree of exfo-
liation and the stability of the dispersions.

Substrate coating. Different coating techniques were used, but painting with
a roll or brush was used most oen in the laboratory, as follows: the desired
amount of graphite/cellulose dispersion was weighed and spread over the
substrate (paper, wood, cloth or other), using a polyester foam roll on smooth
substrates or a polyester brush on rougher ones, distributing the dispersion
evenly. It is important to avoid the formation of liquid pools on the substrate as
well as any liquid runoff. Depending on the desired ERG coating weight per
substrate unit area and the dispersion concentration, it may be necessary to do
successive applications, allowing the coatings to dry in between them. Other
procedures that were successfully used with different substrates are: spraying,
spreading with a blade, silk-screening and lithography, using a mask. The quality
of the substrate coating was monitored during the process by measuring the sheet
resistance at various points to check the uniformity of the coating layer and also
the extent of drying.

Finishing. Various procedures can be used, depending on the target sheet
resistance, aesthetic and other requirements as well as the limitations posed by
the substrate. Calendering produces the best results for paper and it was done
using an MH Equipamentos (Guarulhos SP) MH300C model, while sanding and
polishing are suitable for nishing ERG coatings on wood.
Equipment and measurement procedures

Scanning electronmicroscopy (SEM). Scanning electronmicroscopy (SEM) was
performed on JSM-6360-LV thermionic equipment which uses a Noran system
SIX/Thermo Electron Corporation with Si(Li) detector for energy dispersive
spectroscopy (EDS). A Quanta-FEG/FEI with an Oxford 50 mm2 SSD detector was
also used.

Raman spectroscopy. Raman spectroscopy was performed on a Confocal
Horiba T64000 system using a 532 nm laser with nominal power of 7.5 mW. Each
spectrum was collected for 30 s, and the material was observed for any visual
damage.

Contact angle. Contact angle measurements were carried out on a Kruss Easy
Drop apparatus, under ambient conditions. Water droplets were applied using
a measuring syringe while the sample rested on a at substrate. Pictures were
taken using a CCD camera, and the contact angles were measured using the
This journal is © The Royal Society of Chemistry 2021 Faraday Discuss., 2021, 227, 105–124 | 119
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instrument soware which found the drop and the substrate prole by detecting
the respective contrast gradients.

Electrical measurements. Electrical measurements were made using Minipa
(São Paulo) ET-2231A and Fluke 115 multi-meters. For routine sheet resistance
monitoring, a contact cell was built from an acrylic block holding two parallel
copper sheets. Square and contact resistance were measured by reading the
resistance between successive points separated by 1 cm along a 1 cm wide
conductive strip. The resistance was plotted as a function of distance. The
slope gives the resistance per square while the intercept gives the contact
resistance.

Atomic force microscopy (AFM). Samples for AFMmeasurements were cut into
small square pieces (1 cm side length) and imaged in non-contact and contact
modes. Topography maps were recorded on a Park NX10 microscope (Park
Systems, Suwon – Korea) equipped with SmartScan soware version 1.0.RTM11a.
The electric force (EFM) measurements were conducted using a platinum coated
n-type silicon probe (NSC14/Cr-Au, MikroMasch – Bulgaria) with a nominal
resonance frequency of 160 kHz and 5 N m�1 force constant. Lateral force
microscopy (LFM) was done using a short aluminum backside-coated cantilever
(PPP-CONTSCR, Nanosensors – Switzerland) with a nominal resonance frequency
of 25 kHz and 0.2 N m�1 force constant, and sample images were obtained at 90�

relative to the direction of the long axis of the cantilever. Conductive-probe AFM
(CP-AFM) images were obtained using a solid platinum probe supported on
a ceramic chip with a conductive gold bonding pad (25PT300B, Rock Mountain
Nanotechnology – USA) with nominal resonance frequency of 100 kHz and 250 N
m�1 force constant. All measurements were made under ambient conditions at
room temperature of 21 � 5 �C and relative humidity of 40 � 10%. Images were
treated using Park XEI soware version 4.3.4Build22.RTM1. Each sample was
imaged in three or more different regions.

Conclusions

Graphite dispersed in aqueous cellulose solutions is a bountiful source of new
high-performance functional materials with various applications. This is largely
due to the properties of cellulose which enable it to exfoliate graphite in aqueous
solutions but also to perform as a plasticizing adhesive that allows the thin
exfoliated lamellae to reassemble when they are applied on many different
surfaces, forming extensive coating layers. Microscopy shows interesting features
of the coatings which indicate the structural basis of their various macroscopic
properties and applications. Coated paper and cloth can be bent to <1 cm
curvature radii and the eventual damage is easily repaired.

Changing the coating composition and surface nishing procedure produces
a broad range of electrical properties, with surface resistance as low as 0.6 ohm
per square, close to the limit obtained for thick graphite layers and well below the
value for single graphene layers. This is adequate for many applications of
conductive materials in everyday use, in circuits integrated on clothes and in
components of instruments and IT devices, machinery, and car and housing
parts. Other applications involve the making of electrodes for electrochemical
cells, supercapacitors, energy scavenging based on hygroelectricity, and electro-
deposition on paper, wood and ceramic substrates.
120 | Faraday Discuss., 2021, 227, 105–124 This journal is © The Royal Society of Chemistry 2021
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The fabrication processes offer many advantages: the raw materials are widely
available commodities, and the coating fabrication and application are done
using common procedures in the coating and paint industry. The only environ-
mental risk in the making of these materials is the use of sodium hydroxide,
which is commonly used in industry, e.g. to clean equipment. This chemical is
neutralized by atmospheric CO2.

The exfoliated and reassembled graphite (ERG) shows other interesting
features derived from the well-known properties of graphite: resistance to re
propagation, low friction, and high absorbance and emittance of light.

The singularities of ERG coatings derive from a number of unique prop-
erties of cellulose that are associated with its amphiphilic character: it is not
soluble in common liquids, with very few exceptions. Dissolved cellulose
adsorbs on many particulate solids, and the hydrophobic ring surface of its
at chain easily joins to graphene surfaces, producing spontaneous exfolia-
tion of graphite under mild conditions. For these reasons, it is an excellent
adhesive for exfoliated graphite thin lamellae, especially on cellulose
surfaces.

Cellulose is plasticized by water and it can thus perform the role of a plasticizer
within ERG. This endows the coatings with the ability to self-repair under high
relative air humidity or when wet. For the same reason, successive coating layers
show good mutual adhesion, and coating damage is quickly repaired by painting
over it. This is further used inmaking circuit connections using graphite/cellulose
as a conductive adhesive.

The approach used throughout this work circumvents some problems
involved in making quality graphene (or even nanographite), and in storing,
dispersing and applying it. Graphene is a high surface area non-polar
substance that reaggregates easily, due to the well-known and irrevocable
intermolecular van der Waals forces. Intensive efforts to produce high-quality
graphene have been largely successful, and this is no longer the main difficulty
responsible for its still low presence in multiple industrial applications where
it is much needed.
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A. Pénicaud, ACS Omega, 2018, 3, 1367–1373.

49 X.-Y. Fang, X.-X. Yu, H.-M. Zheng, H.-B. Jin, L. Wang and M.-S. Cao, Phys. Lett.
A, 2015, 379, 2245–2251.

50 P. G. Karagiannidis, S. A. Hodge, L. Lombardi, F. Tomarchio, N. Decorde,
S. Milana, I. Goykhman, Y. Su, S. V Mesite, D. N. Johnstone, R. K. Leary,
P. A. Midgley, N. M. Pugno, F. Torrisi and A. C. Ferrari, ACS Nano, 2017, 11,
2742–2755.

51 R. V. K. Rao, K. V. Abhinav and P. S. Karthik, RSC Adv., 2015, 5, 77760–77790.
52 L. Hu, M. Pasta, F. La Mantia, L. Cui, S. Jeong, H. D. Deshazer, J. W. Choi,

S. M. Han and Y. Cui, Nano Lett., 2010, 10, 708–714.
53 H. Zhang, Y. Qiao and Z. Lu, ACS Appl. Mater. Interfaces, 2016, 8, 32317–32323.
54 Y. Jiang, X. Ling, Z. Jiao, L. Li, Q. Ma, M. Wu, Y. Chu and B. Zhao, Electrochim.

Acta, 2015, 153, 246–253.
55 D. J. Finn, M. Lotya and J. N. Coleman, ACS Appl. Mater. Interfaces, 2015, 7,

9254–9261.
56 B. Deng, P.-C. Hsu, G. Chen, B. N. Chandrashekar, L. Liao, Z. Ayitimuda, J. Wu,

Y. Guo, L. Lin, Y. Zhou, M. Aisijiang, Q. Xie, Y. Cui, Z. Liu and H. Peng, Nano
Lett., 2015, 15, 4206–4213.

57 A. Kovtun, E. Treossi, N. Mirotta, A. Scidà, A. Liscio, M. Christian, F. Valorosi,
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