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Herein, we report the first room temperature switchable Fe(i) molecular spin crossover (SCO) tunnel
junction. The junction is constructed from [Fe'(gsal-I),]NTf, (gsal-l = 4-iodo-2-[(8-quinolylimino)
methyllphenolate) molecules self-assembled on graphene surfaces with conductance switching of one
order of magnitude associated with the high and low spin states of the SCO complex. Normalized
conductance analysis of the current—voltage characteristics as a function of temperature reveals that
charge transport across the SCO molecule is dominated by coherent tunnelling. Temperature-
dependent X-ray absorption spectroscopy and density functional theory confirm the SCO complex
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provide a good trade-off between junction stability while retaining SCO switching capability. These
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Introduction

Spin crossover (SCO) molecules are promising candidates in the
development of various spintronic and data storage devices as
they can switch between two electronic states, defined by their
high spin (HS) and low spin (LS) states.’ Given that switching
can be triggered by various external stimuli, such as, tempera-
ture, pressure, light, or adsorption of guest molecules, SCO
molecules also find applications as smart materials that
respond to several stimuli. Devices based on thin films*” (with
a thickness of typically 10-100 nm) of SCO molecules exhibit
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spin-polarized current switching,® voltage-bias,” and stretch-
ing" induced resistance switching, and memristive proper-
ties,"* but it is still challenging, however, to incorporate SCO
molecules in molecular tunnel junctions as they are prone to
decomposition, or conformational distortion, such that they
lose their SCO properties.*>® In addition, the molecule-elec-
trode coupling has to be optimized because too strong mole-
cule-electrode coupling leads to drastic alteration of their
magnetic properties, even a complete loss of SCO behaviour,*>™**
yet too weak coupling compromises stability of the devices.""**> A
summary of these different parameters for the SCO molecule-
based junctions is given in Table S1.1 Here we report a molec-
ular tunnel junction with a monolayer (unlike the more
common multi-layers) of Fe™ SCO molecules adsorbed via self-
assembly on single-layer graphene on Cu and with EGaln top-
contacts that can be switched between HS and LS states at
a remarkably high-temperature 7 = 310 K resulting in a 10-fold
change in the conductivity of the junction. Importantly, both
electrodes form van der Waals contacts with the SCO molecules
ensuring an optimal trade-off between junction stability and
coupling strength so that the SCO properties are retained in
contrast to other approaches that rely on covalent or electro-
static interactions and in which the interface chemistry is often
not controlled. Spectroscopy and DFT calculations show that,
unlike other systems, the Fe'™ state is preserved illustrating the
potential of Fe'™ SCO materials as a new class of switchable
molecular materials.

As noted above overly strong molecule—electrode coupling
interactions can result in the adsorption of mixtures of HS and
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LS molecules. Consequently, the relative population of the two
spin states cannot be changed by external stimuli."***** For
example, thin films of [Fe(NCS),(phen),] on Cu(100) traps the
molecules in either the HS or LS state, but adding a CuN layer
decouples the SCO molecules from the substrate allowing them
to be electrically switched.™ To reduce the electrode—molecule
coupling strength, highly oriented pyrolytic graphite (HOPG)
has been used as a substrate onto which SCOs form non-
covalent monolayers."*™ This strategy resulted in thermally
and light-activated SCO monolayers'”*® likely because the van
der Waals interactions between SCO molecules and HOPG are
weaker than between SCO molecules and bare metals.

While the above thin films show promise, molecular SCO
devices are still rare. Using break junctions, [Fe(bpp-py).]*"
(bpp-py = 2,6-(bis(pyrazol-1-yl)-4-pyridyl)pyridine)** and [Fe(tpy-
R)(tpy-R))]** (tpy-R = substituted terpyridine)** showed voltage-
induced switching of the spin sate. Van der Zant and co-workers
showed that [Fe(tpy-C¢H,-S),] placed between two gold elec-
trodes can be stretched to induce a change in the spin state and
conductance.”® An inherent challenge with break junctions is
the high failure rate and difficulty in achieving consistent
orientation of the molecules in the junction. Recently,
[Fe(HB(tz)3),] molecules have been incorporated in large-area
junctions*™*?* in the form of thin films (6-100 nm thick), but
depending on the fabrication methods either conductance
switching was associated with a LS — HS transition,” or HS —
LS*® highlighting the challenges in controlling the character-
istics of the device.

Despite these successes, comparatively few systems have
been used in molecular junctions, almost all of them are Fe''
SCOs, and in many cases, the switching occurs only at very low
temperatures.'**>* By comparison, despite their greater
robustness, Fe™ SCO complexes are almost entirely absent in
SCO molecular junctions. The first report involved subliming
[Fe(pap).]ClO, (pap = N-2-pyridylmethylidene-2-
hydroxyphenylaminato) onto Au(111), but only a small propor-
tion of the molecules were switchable.' Use of Cu,N islands on
the Au(111) surface decouples the SCO molecules from the Au
and allowed for more efficient electrical switching using an STM
tip at low T = 4.5 K.** Nevertheless, the harshness of the
deposition technique risks changing the oxidation state of the
iron centre and it was not confirmed that the SCO molecules
remain in the Fe'™ state on the surface.

To address these challenges to obtain robust molecular SCO
junctions, we selected [Fe(gsal-I),]NTf, (gsal-I = 4-iodo-2-[(8-
quinolylimino)methyl]phenolate) as it exhibits a strongly
hysteretic spin transition at room temperature.”® We have
shown before that single-layer graphene (SLG) on Cu (Cu//SLG
where “//” denotes a van der Waals interface) is an excellent
platform to form stable monolayers of functional molecules due
to favorable van der Waals interactions® yet without charge
transfer between the molecules and the surface ensuring the
molecular frontier orbitals remain localized on the molecules;*®
we have used this approach to make efficient molecular diodes.
Here we report that Cu//SLG//[Fe™(qsal-1),]NTf,//GaO,/EGaln
junctions (the EGaln top-electrode also forms a van der Waals
contact with the monolayer, Fig. 1) show clear spin-state
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Fig. 1 (A) Schematic illustration of the SCO molecule based device
with the EGaln top-electrode stabilized in a small through-hole in
a rubber stamp (made of PDMS) and (B) the SCO based molecular
junction of the form of Cu//SLG//IFe"(gsal-1),]NTf,//GaO,/EGaln
(EGaln = eutectic alloy of Ga and In).

switching, leading to one order of magnitude change in
conductance. These results are supported by extensive theo-
retical modeling and represent the first example of a room
temperature switchable Fe™™ SCO molecular junction.

Results and discussion
Characterization of the Cu//SLG//[Fe™(qsal-1),]NTf,

The device architecture is illustrated in Fig. 1. Briefly, graphene
was grown on Cu foil using the chemical vapour deposition
method, as described elsewhere.?® The synthesis of [Fe™(gsal-
I),]NTf, has been reported elsewhere.”® We physisorbed
[Fe"(gsal-I),]NTf, onto the SLG by immersing the CU//SLG
substrate in a 1.0 mM solution of [Fe™(gsal-I),]NTf, in
CH,Cl,. We formed junctions by contacting a monolayer of
physisorbed [Fe™(qgsal-I),]NTf, with GaO,/EGaln to-electrodes
(EGaln stands for eutectic gallium-indium; 75.5% Ga and
24.5% In by weight). Here, the EGaln was stabilized in
a through-hole in polydimethylsiloxane (PDMS) and the fabri-
cation of this top contact has been reported elsewhere.*”

We used Raman spectroscopy to determine the quality of the
graphene®" and to obtain additional information regarding the
graphene-molecule interactions. The important features in the
Raman spectra of graphene are the sharp peak at ~1587 cm™*
which corresponds to the first order Raman scattering process
in graphene (called the G band) and the second order peak
involving two phonons at 2678 cm™' is associated with two
phonons (called a 2D band). In the case of disordered graphene,
we can also observe another second order peak at about half of
the frequency of the 2D band (~1200 cm™ "), which is called the
disorder-induced D-band involving one phonon and one defect.
The relative intensity of the D-band is directly proportional to
the level of defects in the sample.** Fig. 2A shows the Raman
spectrum of our pristine Cu//SLG sample. The intensity ratio of

© 2021 The Author(s). Published by the Royal Society of Chemistry
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Fig. 2 (A) Raman spectra of SLG before (red) and after adsorption
(black) of [Fe"(gsal-1),INTf,. AFM amplitude images of (B) bare gra-
phene and (C) after adsorption of [Fe'(gsal-1),INTf, and the corre-
sponding AFM height profiles (D). Angle dependent X-ray
photoelectron spectra of (E) C 1s, and (F) N 1s (see section S1 for all
other spectra).

2D and G band (I,p/Ig) is 2.52 for our graphene samples con-
firming our samples consist of SLG (additional graphene layers
causes a decrease of the I,/I ratio, even to <1). In addition, the
full width at half maximum (FWHM) of the 2D band peak of our
sample is 27 cm™ " which is close to that of ~30 cm ™" commonly
reported for SLG (the FWHM increase up to ~60 cm™ " for multi-
layer graphene). After adsorption of [Fe™(qsal-T),|NTf,, the 2D
peak blue shifts by 19 cm ™ which corresponds to a Fermi level
shift of the graphene of +0.45 eV (estimated as described in ref.
32). This blue shift indicates that the molecules interact,
besides van der Waals interactions, with moderate electrostatic
interactions with the Cu//SLG surface. The I,p/I; after adsorp-
tion decreases to 1.20 confirming adsorption of the [Fe™(qsal-
I),]NTf, molecule on SLG. The lack of a D peak indicates that
upon adsorption of [Fe"(gsal-I),]NTf, the sp”> bond character of
graphene is preserved and that the number of defects is
insignificant.

Fig. 2B shows the atomic force microscopy (AFM) image of
the bare Cu//SLG from which we conclude that the surface is
homogeneous. Fig. 2C shows the AFM image after functionali-
zation with a monolayer of SCO which shows the monolayer is
homogeneous as no pinhole or nano/microcrystallites are
visible. The height of the islands of SCO molecules which are
between 1.5-2.0 nm, consistent with the height of the [Fe(qsal-
1),]NTf, molecule of 1.41 nm (Fig. 2D). Based on these results we
conclude that [Fe(gsal-I),]NTf, is present as a homogeneous
monolayer on Cu//SLG.

To confirm the chemical composition and relative orienta-
tion of [Fe™(qsal-1),]NTf, on the Cu//SLG surface, we charac-
terized the surfaces with angle-resolved XPS (ARXPS; Fig. 2E and
F; section S2). The C 1s spectra are characterized by 3 peaks
assigned to the CF; group, present in the counter anion of
[Fe™(gsal-1),]NTf,, at 286.0 eV, and two peaks at 285.2 eV and
284.6 eV corresponding to C=N and C-O groups, and C=C

© 2021 The Author(s). Published by the Royal Society of Chemistry
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groups, respectively, present in the ligands of [Fe™(qsal-),]
NTf,. The quantitative analysis of the spectra is consistent with
the chemical formula of [Fe"(qsal-I),]NTf, (Table S21). The
relative peak intensity of the CF; signal increases when the
emission angle () increases from 40° to 90° which suggests that
the anions are adsorbed on the graphene surface. Similar
observations are observed in the F 1s spectra, but more
importantly also in the I 3d spectra which indicates that the
iodines interact with the graphene surface. This orientation of
[Fe'(gsal-I1),]NTf, is further supported by the N 1s (Fig. 2F)
spectra, where the peak at 400.3 eV for the N-S group also
depends on 6, whereas the peaks at 399.3 and 399.9 eV corre-
sponding to Fe-Nimine and Fe-Ngu, are independent of 6.
Collectively, the ARXPS data strongly suggest that the counter-
anions are adsorbed on the graphene resulting in a Cu//SLG//
[Fe'™(gsal-1),]'NTf, configuration driven by van der Waals
interactions between the (highly polarizable) iodines and the
graphene. This is consistent with the observed blue shift
(electron doping due to the electron-donating nature of the
counteranions) in the Raman spectra (Fig. 2A) upon the
adsorption of [Fe™(qsal-1),]NTf, onto the graphene surface.

Temperature-dependent XAS and XMCD

To confirm the spin transition in the SCO molecule on the
graphene surface, we performed X-ray absorption spectroscopy
(XAS) as a function of the temperature of the Cu//SLG//
[Fe(gsal-),]NTf, monolayer. The Fe L, ; edge shows different
edge shapes® as well as a distinct chemical shift between
divalent and trivalent states,** which allows qualitative state-
ments about the valence state of the metal complex. The ob-
tained separation of Fe L; and Fe L, maxima from the XAS
spectra (Fig. S27), due to spin-orbit coupling of 13.9 eV, is in
good agreement with previously reported data for the trivalent
state of iron.>** Fig. 3A shows the results of the XAS spectra for
Fe L; edge of the 2p;/, core hole recorded at T = 260, 300, and
340 K along with simulations using CTM4XAS software.?*?%3¢
The spectra are dominated by one peak at 709.3 eV associated
with a Fe™ complex (red solid line), and a small shoulder is
visible at 707.9 eV corresponding to the Fe" complex (blue solid
line). Based on the relative areas underneath the peaks, we
conclude that 98% of the Fe-ions on the surface are present in
the form of the Fe' complex. The L; edge spectra shift to higher
photon energies by ~0.6 eV with decreasing 7. Upon spin
crossover from the LS to the HS state, the Fe-L bond length
increases causing the coordination sphere to expand, thereby
reducing the ligand-field splitting of the Fe 3d orbitals by
~0.6 eV, which is consistent with the estimated energy differ-
ence of 13.8 kcal mol ™" (0.59 eV) for HS to LS by the DFT model
discussed below.
The branching ratio (), defined as*”=**

b=0L/I5+ 1) (1)

where I stands for integrated intensity at the corresponding L,
edge, decreases from 0.68 eV at 340 K to 0.63 eV at 260 K. This
reduction in b indicates a reduction of the spin-orbit coupling
due to a switch from the HS to LS state.

Chem. Sci., 2021, 12, 2381-2388 | 2383
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Fig. 3 (A) The X-ray absorption spectra (XAS) of the Fe Ls edge for
a monolayer of [Fe"(gsal-1),INTf, on graphene at different tempera-
tures, along with simulated peaks for octahedral (Oy,) Fe** and Fe3*
ions obtained with the CTM4XAS program. The XAS spectra of Fe Lz
edges for two different external magnetic field directions at (B) 340 K,
(C) 300 K, and (D) 260 K. The difference between the XAS signals
observed at +1.5 T and —1.5 T defines the XMCD signal.

We performed temperature-dependent XAS measurements of
our SCO compound in powder form to confirm whether the
switching characteristics of the SCO molecule on graphene are
similar to that of the powder form. Fig. S31 shows the Fe L, ; edge
spectra with spin-orbit coupling energy of 13.4 eV which confirms
the presence of Fe™ in the SCO complex. Both L, (720 €V) and L;
(707 eV) edges shift to higher binding energy with decreasing
temperature from 340 K to 120 K, which confirms the HS to LS
transition of the molecule occurs at lower temperature in the
powder form (see Fig. S3BT for T dependent magnetic hysteresis
loop) as compared to that of the molecule on the graphene surface
in agreement with a previously reported transition of the SCO
molecule in powder form where the transition temperature 7},
for cooling is 248 K and T, for heating is 278 K.***

To further confirm the spin transition of the monolayers on
graphene, we recorded the X-ray magnetic circular dichroism
(XMCD) spectra in total electron yield mode with a magnetic
field applied to the sample, which is parallel to the circularly
polarized photoelectron propagation vector. All the spectra are
reported with a magnetic field of £1.5 T at different tempera-
tures. Fig. 3B-D show the results for the Fe L; edge and that the
HS complex shows a higher XMCD signal than the LS complex.*
The observed negative XMCD signal (Fig. 3B) at a photon energy
of 710.3 eV indicates the presence of spin-polarized Fe™ with
octahedral symmetry.***' Fig. 3D shows only a weak negative
XMCD signal at 710 eV at 260 K which indicates that the SCO
complex switches from HS (S = 5/2) to LS (S = 1/2) (see DFT
calculations below) since the LS state has a smaller number of
uncompensated spins than the HS state. It is important to note
that, we only have a monolayer of the SCO complex adsorbed on
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the surface, and consequently, the signal is very small which
prevents us to quantitatively fit to the spectra.” These results
are consistent with the magnetic susceptibility measurement of
the SCO molecule in powder form reported before showing an
abrupt SCO transition with noticeable hysteresis.*® Thus, the
observed results lead to the utilization of the spin-state
conductance switching on the graphene surface for the inde-
pendent switchability of the magnetic molecules in magnetic
tunnel junctions at room temperature.

Charge transport measurements

To investigate how the tunnelling characteristics of the junc-
tions change with 7, we determined the electrical properties
with a statistically large number of J(V) curves to allow us to
select devices which had their characteristics within one log-
standard deviation for temperature dependent measurements
using well-established methods.**** We fabricated 50 Cu//SLG//
[Fe'(gsal-1),]NTf,//GaO,/EGaln junctions with cone-shaped
tips of EGaln using 8 different substrates with a yield of non-
shoring junctions of 88%. Fig. 4A shows the heatmap of all
J(V) curves (1150 in total) along with the Gaussian log-average
current densities, (logio|/|)g, (solid black line). The log-
standard deviations, oo, fall in the range of 0.4 to 0.8
which are comparable to other highly reproducible EGaln
junctions.>****-*% Given the high yields and small spread in the
data we conclude the formation of Cu//SLG//[Fe™(qsal-1),]NTf,//
EGaln junctions is highly reproducible. None of the junctions
shorted during 25 consecutive J(V) sweeps from which we
conclude that the junctions are stable.

We measured the J(V) curves of Cu//SLG//[Fe"(gsal-1),]NTf,//
GaO,/EGaln junctions as a function of temperature (T = 240-

loglJ! (A/lcm?)
9

240 260 280 300 320 340 40 o5 00 05 10
TK) wv)

Fig. 4 (A) Heatmap of log|J| vs. (V) curves, the solid black line is the
(logioldl)g vs. V curve. (B) J(V) curves recorded as a function of
temperature 340 — 240 — 340 K at intervals of 10 K for Cu//SLG//
[Fe"(gsal-1),]NTf»//GaO,/EGaln junction. (C) J as a function of
temperature at +£1.0 V applied bias (solid lines are visual guides), and
(D) normalized differential conductance for the Cu//SLG//[Fe"(gsal-
1)2INTf,//GaO,/EGaln junction at different temperature; solid lines are
fits to the eqgn (2).

© 2021 The Author(s). Published by the Royal Society of Chemistry
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340 K) using EGaln stabilized in a through-hole in a micro-
fluidic network in PDMS (polydimethylsiloxane) following
a previously reported method® (section S3). Fig. 4B shows the
J(V) characteristics recorded while cooling and subsequent
heating of the junction (Fig. S4 and S5t show another 2 sets of
data). Fig. 4C shows the corresponding evolution of the values
of Jat —1.0 and +1.0 V. The observed difference in the width and
the position of the hysteresis under positive and negative bias
polarity is most likely due to small conformational differences
of the SCO complex similar to observations made by Miyamachi
et al.” and Poggini et al.* Moreover, from these data we make
the following 3 observations. (1) The value of J changes by one
order of magnitude with T. This large switch in the observed
current proves that Fe™' complexes can perform similarly well as
Fe'' complexes and the transition from HS — LS does not
preclude efficient current switching in molecular junctions. In
the case of Fe(un) complexes the two spin states HS and LS are
paramagnetic and diamagnetic, respectively. It has been sug-
gested that as both spin states are paramagnetic in the case of
Fe(m), the magnitude of the change in current upon SCO would
be less for Fe(ur) compared to Fe(u).>** Our results show that this
is not necessarily true. (2) The SCO transition occurs around
room temperature from 300 to 330 K. This switching tempera-
ture is consistent with the XAS and XMCD results discussed
above. (3) The SCO transition of [Fe™(gsal-I),]NTf, in the
junction is more gradual with the average transition tempera-
ture T, (the temperature at which 50% HS to LS conversion)
shifted from 263 (for [Fe"(qsal-1),]NTf, in the powder form) to
ca. 300 K. As our original report showed,*® and more recent work
confirms, the hysteresis in [Fe™(qsal-I),]NTf, is intimately
associated with a conformational change in the NTf, anion.*
The adsorption of the NTf, anions on the SLG surface likely
prevents such conformational change and the presence of only
a single layer of [Fe™(qgsal-),]" cations will further reduce
cooperativity leading to an increase in the spin transition
temperature and a loss of hysteresis in the junction.” It is
noteworthy that in the [Fe(HB(trz)s),] system, which also
incorporates an EGaln top-electrode, a small shift in Ty, to
higher temperature is observed.®* Moreover, a very recent report
with an Fe(mr) compound shows a shift from 80 K (bulk) to 200 K
(junction).”® These results show that the Cu//SLG is a promising
platform to anchor SCO molecules in a stable manner without
compromising their SCO behaviour.

Recently, the SCO behaviour of Au//[Fe"(HB(trz);),]//Ga,0s/
EGaln junctions with 6.7 nm thick films (~7 molecular layers)
directly adsorbed on Au was reported. Here, an anomalous SCO
transition was observed within 1 K for which no explanation was
given.® In a follow up study, a very broad SCO transition from
100-300 K was reported for Au//[Fe(H,B(pz),).(phen)]//GaO,/
EGaln junctions with 5.6 nm thick molecular films. The authors
proposed a switch in the mechanism of charge transport from
coherent tunnelling in the LS state to incoherent tunnelling (or
hopping) in the HS state. However, a plateau of the current state
at high T was not observed and Arrhenius plots of the low or
high conductance states were not reported, hampering eluci-
dation of the mechanism of charge transport experimentally.*

© 2021 The Author(s). Published by the Royal Society of Chemistry
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In general, to establish the mechanism of charge transport it
is important to perform J(V) measurements as a function of
T.>%5552 Coherent tunnelling is independent of the T, and the
J(V) curve is parabolic in nature.*>** In contrast, incoherent
tunnelling (or hopping) is thermally activated where charges
hop to available molecule energy states causing deviations from
parabolic behaviour,® and strongly depends on the 7 and
weakly dependents on the tunneling distance. However, to
elucidate the mechanism of charge transport across the Cu//
SLG//[Fe™(gsal-1),]NTf,//Ga0,/EGaln junctions in the high and
low conduction states, we performed normalized differential
conductance (NDC) analysis using eqn (2), as described
before,**> to determine whether the J(V) curves are parabolic.

dJ vV d(logJ)

e I (2)

NDC= 47 = d(log V)

For the NDC analysis we used the individual J(V) traces ob-
tained at 340 and 250 K. Fig. 4D shows the NDC curves show
typical parabolic behaviour approaching NDC = 3 at £1.0 V
characteristic for coherent tunnelling. The NDC plots show
a small asymmetry which is likely due to the different top and
bottom electrode materials. The calculations below show that
molecular orbitals are available (i.e., have their energies close to
the energy of the Fermi level, Eg) for charge transport which
explains the relatively high tunnelling currents (10-100 times
higher than for junctions with conjugated molecules of similar
length that are dominated by off resonant tunnelling®-*).
Therefore, we conclude that the dominant mechanism of
charge transport is resonant coherent tunnelling.

Theoretical modelling of the junction

We modelled the complex structure of the EGaln electrode by
starting with the X-ray structure of o-gallium®” [100] onto which
a monolayer of O, molecules was placed. We added randomly
positioned Ga and In atoms following the experimental stoi-
chiometric ratio of EGaln (the eutectic is composed of 75.5% Ga
and 24.5 Ga% In by weight) to obtain the fully optimized top
electrode. Different binding conformations of [Fe'(gsal-I),]
NTf, with SLG were considered (see section S2), but the
conformation with the two iodine atoms interacting with gra-
phene is the most stable one (see Fig. 5), which is consistent
with the XPS result discussed earlier. We hypothesize that
a combination of anion--- and I---7 interactions aid non-
covalent attachment of [Fe™(qsal-I),]NTf, to the graphene
surface. Finally, the complete junction including the Cu//SLG
bottom electrode was fully optimized for the high- and low-
spin states of the metal complex (the cif files of the optimized
structures can be found in the ESI, Fig. S61).

The relative stability of the two states of the metal complex
was computed using the non-hybrid meta-GGA SCAN functional,
which indicates that the S = 1/2 low-spin state is the ground
state, which is 28.0 kecal mol " (1.21 eV) more stable than the S =
5/2 high-spin state, which is consistent with the observed shift
(1.66 €V) in the XAS spectra of the powder form of [Fe™(gsal-1),]
NTf, (Fig. S31).2® Here we report that the stabilization of the HS
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Fig. 5 Representation of the optimized unit cell for the high-spin
system.

state can be compensated due to a change in the entropy of
a few kcal mol " depending on the transition temperature, i.e.,
the experimental T;,, is 263 K.>** We used the hybrid meta-GGA
TPSSh function to calculate the HS-LS energy difference in the
[Fe™(gsal-I1),]NTf, molecule on the monolayer. The HS-LS energy
difference (computed meta-GGA TPSSh functional) is
13.8 keal mol ™" (0.59 eV), which is consistent with the observed
energy shift of 0.6 eV for HS-LS conversion in the temperature-
dependent XAS spectra (Fig. 3A).

The calculation of the transport properties was performed using
Siesta/Gollum codes.”®* In the zero-voltage limit, we can approxi-
mate the conductance (G) as described in eqn (3) in G, units.

Gy>o = T(Ep)Gy 3)

where T is transmission at the Fermi level (Eg).*® Using this
approach, we obtain a higher conductance for the LS state (G =

A, - C
——
1 de2.,2 p—
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3 Oy 4 T — )
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o o
: &
-1 == dop
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Fig. 6 Projected density of states (PDOS) of [Fe(qgsal-1),]NTf, for the

high spin state (A) and low spin state (B). The projected transmission

spectrum of [Fe(gsal-1),]NTf, for the high spin state (C) and low spin

state (D). Red and blue colors stand for alpha and beta spin—orbitals.
The filled curves are the PDOS of the Fe'" metal.
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2.94 x 10~° G,) than the HS state (G = 1.08 x 10 ° G,). Exper-
imentally, an increase in the bias results in a higher conduc-
tance for the HS state compared to the LS state. For V= 0.25 V,
we obtain a higher conductance (2.03 x 10~ ° G,) for HS state
than the LS state (4.37 x 107 G,). The PDOS of the HS state
shows that unoccupied d,,, d,, and d,, beta spin-orbitals lie
0.25-0.5 eV above the Fermi Level. These orbitals are expected
to increase the conductivity noticeably once the bias voltage is
applied. This is especially true of the d,, beta spin-orbital,
which lies closest to the Fermi Level. In the low spin state, two of
these three spin-orbitals are now occupied and hence, far from
the Fermi level (see PDOS of the LS, Fig. 6). This result indicates
that the conductance will increase faster in the HS rather than
in the LS state with an applied voltage, as the experiments
suggest.

Conclusions

In summary, we have demonstrated the first successful use of
a Fe'" SCO molecule in a molecular junction for fully reversible
room temperature conductance switching. The junction is easy
to fabricate, involving physisorption of the SCO molecule onto
a graphene surface, highly reproducible, and stable. The ARXPS
measurements indicate that the counteranion is adsorbed on
the graphene with the [Fe(gsal-I),]" cation on top. This
arrangement effectively decouples the SCO molecule from the
Cu electrode allowing reversible SCO to be observed in the
molecular junctions, as evidenced by XAS and XMCD studies.
The J(V) data are analysed with NDC analysis which confirms
that charge transport is dominated by tunnelling for HS and LS.
The experimental studies are supported by detailed theoretical
calculations, which also highlight the critical importance of the
EGaln top electrode in stabilizing the Fe-centre in the 3+
oxidation state by forming van der Waals contacts between the
molecule and the electrode. These results represent a new
frontier in Fe'" SCO materials, and given the relative simplicity
of our approach will, we believe, be applicable to a wide range of
switchable molecular materials, leading to new discoveries in
molecular electronics.
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