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Pt/ionomer/water interface on the
oxygen reduction reaction: insights into the micro-
three-phase interface†

Shangkun Jiang, ‡abc Qiong Xiang, ‡ab Zhuoyang Xie,ab Na Yang,d Jiawei Liu,e

Li Li *ab and Zidong Wei *ab

Understanding the Pt/ionomer/water interface structure and its impact on the oxygen reduction reaction

(ORR) activity is essential for enhancing catalyst utilization and performance of fuel cells. This study

aimed to investigate the influence of sulfonic acid groups on the Pt/ionomer/water interface and the

ORR mechanism. By using a combination of DFT, AIMD, and microkinetic simulations, the results

showed that when the sulfonic acid group is located at the edge of the Helmholtz plane, it creates an

optimal three-phase interface, providing more available active sites, a stronger interfacial electric field,

and a more continuous H-bond network. This configuration results in the *OOH dissociation becoming

the rate-determining step, demonstrating significantly higher intrinsic ORR activity with a much lower

theoretical overpotential of 0.11 V. Conversely, when the sulfonic acid group is in contact with the Pt

surface, it causes the Pt surface's d-band center to shift down, weakens the interfacial electric field, and

disrupts the H-bond network, resulting in a blocking effect on the ORR with an overpotential of 0.23 V.

These insights shed light on the role of solid–solid–liquid interfaces in the ORR performance and

provide valuable information for the rational design of catalyst interfaces.
1. Introduction

The commercialization of proton exchange membrane fuel cells
(PEMFCs) heavily relies on the efficiency of the oxygen reduction
reaction (ORR) at the cathode. This critical process is predomi-
nantly catalyzed by precious metals, particularly platinum (Pt)-
based catalysts.1 Although signicant advancements have been
made in developing novel catalysts to enhance catalytic activity
through alloying2–4 and nanotechnology,2,5–7 the challenge
remains to reduce Pt usage in PEMFCs without affecting their
power density and stability.8–11 One major hurdle is the gap
between the evaluated catalytic activity of catalysts in the three-
electrode test and their operating performance in the
membrane electrode assembly (MEA).12,13 Catalysts that perform
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well under lab conditions oen have much lower catalytic
performance under working conditions. This is because the ORR
occurs in the MEA at three-phase interfaces involving oxygen,
water, catalyst, and Naon ionomers. This differs from the
catalyst/water interfaces in the three-electrode test.

The sulfonic acid groups inherent in Naon ionomers are vital
in enhancing proton transfer at the three-phase interfaces within
the MEA. However, during the ORR, Naon's adsorption and
subsequent coverage can impede the crucial transport and diffu-
sion of oxygen across the catalyst surface. This obstruction ulti-
mately diminishes the catalytic efficiency, leading to a decrease in
both the mass activity and peak power density of the MEA.14–16

Wang et al.17 quantied both local and bulk resistances of O2 by
employing limiting current measurements and linear extrapola-
tion, respectively. Their ndings indicate that local resistance of O2

dominates the overall resistance of O2 within the MEA. Further-
more, the sulfonic acid groups in Naon may occupy the active
sites present on the Pt catalyst surface, leading to catalyst poisoning
and a decrease in catalytic activity.18 Kodama et al.19 demonstrated
that the dehydration of the ionomers enhances the adsorption of
sulfonic acid groups on the Pt(111) surface, severely impairing the
ORR performance under operating conditions, especially in
comparison to well-hydrated conditions. Additionally, strong
adsorption of these groups impedes the mobility of Naon's side
chains, further increasing themass transfer resistance for water.20,21

To mitigate the catalyst poisoning caused by sulfonic acid
groups and enhance the oxygen transport rate, strategies have
© 2024 The Author(s). Published by the Royal Society of Chemistry

http://crossmark.crossref.org/dialog/?doi=10.1039/d4sc06600f&domain=pdf&date_stamp=2024-11-22
http://orcid.org/0009-0003-9452-6467
http://orcid.org/0009-0000-0989-3114
http://orcid.org/0000-0002-3789-0081
http://orcid.org/0000-0001-8001-9729
https://doi.org/10.1039/d4sc06600f
http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d4sc06600f
https://pubs.rsc.org/en/journals/journal/SC
https://pubs.rsc.org/en/journals/journal/SC?issueid=SC015046


Edge Article Chemical Science

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

5 
nó

ve
m

be
r 

20
24

. D
ow

nl
oa

de
d 

on
 6

.2
.2

02
6 

16
:1

6:
08

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
been devised, including solvent regulation,22 ionomer modica-
tion,15,23 and innovative support materials.24,25 Chen et al.22

effectively reduced the adsorption of sulfonic acid groups on Pt
surfaces using cyclohexanol, creating a non-contact interface
between Pt and Naon. This method signicantly decreased
sulfonic acid group coverage on Pt, improving reaction kinetics
and reducing mass transfer resistance. Zhang et al.26 employed
steric hindrance through a porous covalent organic framework to
lessen the ionomers' encapsulation of the Pt/C catalyst and
minimize direct interactions between sulfonic acid groups and
Pt, thus enhancing mass activity and peak power density by
a factor of 1.6. Cheng et al.27 demonstrated that the introduction
of nanopores onto/within the Naon lm signicantly reduced
the local oxygen transport resistance by 78%, from 0.37 s cm−1 to
0.08 s cm−1, ultimately enhancing the performance of fuel cells.
Additionally, Yarlagadda et al.24 used ordered mesoporous
carbon as a carrier to prevent Naon coverage on Pt surfaces,
effectively reducing mass transfer resistance for protons and
oxygen. However, the specic mechanisms of how sulfonic acid
groups interact with catalysts and their role in inducing catalyst
poisoning, as well as their impact on the structure and perfor-
mance of the three-phase interface, remain largely unexplored at
present. Additionally, the presence of ionomers at the three-
phase interfaces signicantly impacts the electrical double
layer28–33 and alters the electronic structure of the catalyst
surface.34,35 This complicates the ionomer–catalyst interfaces,
making it difficult to comprehend their interactions and catalytic
processes. Therefore, more research is needed to better under-
stand the ionomer–catalyst interactions, reveal its underlying
block mechanism for the ORR, and then develop effective strat-
egies for regulating ionomer distribution in the MEA.

This work combines density functional theory (DFT) and ab
initio molecular dynamics (AIMD) simulations to investigate
how the sulfonic acid groups of ionomer side chains inuence
the three-phase interfaces of Pt/ionomers/water. The focus is on
their impact on the electric double-layer structure and ORR
activities. The congurations of ionomer side chains at
different distances from the Pt(111) surface are screened to
determine their interaction. Then, the electronic structure of
the Pt(111) surface, along with the distribution of water mole-
cules and hydrogen bonds (H-bonds) within the Helmholtz
plane(HP), is analyzed. In the end, the free energy of the
elementary steps and the linear scanning curve (LSV) of the ORR
are simulated to evaluate the activity of the Pt/ionomer/water
interface. The study identies an ideal Pt/ionomer/water inter-
face structure with high intrinsic ORR activity, provides valu-
able insights into the underlying blocking effect of Pt–ionomer
interaction on the ORR, and underscores the crucial role of the
solid–solid–liquid interfaces in ORR performance.
2. Computational models and
parameters

The vacuum model of Pt(111)–Naon was constructed with
a four-layer (4 × 4) periodic Pt(111) slab and Naon ionomer
representative fragment to replicate the catalyst surface,
© 2024 The Author(s). Published by the Royal Society of Chemistry
augmented by a 20 Å vacuum gap vertically. Among them, the
Naon side chain with hydrophilic sulfonic acid was selected,
retaining the two carbon atoms on the main chain and their
bonded uorine atoms to ensure accuracy and structural
integrity. Implicit solvation effects are simulated using the
VASPsol method.36 A continuum of Pt–Naon ionomer inter-
action structures is established by modulating the proximity
between Naon and the Pt surface, beginning from Naon's
equilibrium adsorption distance on Pt(111) and incrementally
extending in the Z-direction. Throughout the structural opti-
mization phase, the bottom two layers of Pt atoms, the top two
carbon atoms in Naon, and their bonded uorine atoms
remain xed, permitting relaxation of the remaining atoms. In
the explicit solvation model, water with a density of 1 g cm−3

lls the structure's vacuum space based on these thermody-
namically derived structures.37,38 Protons are added to
neutralize the negative charge of the sulfonic acid group in the
Naon ionomer to maintain the electric neutrality of the
system.

DFT was implemented in the Vienna Ab Initio Simulation
Package (VASP) code.39 The projector-augmented wave (PAW)
pseudopotential method was used to describe the electron–ion
interactions,40 and the generalized gradient approximation
(GGA) of the revised Perdew–Burke–Ernzerhof (RPBE) func-
tional determined the electron exchange–correlation energy.41

The cutoff energy of the basis set of plane waves was 450 eV, and
Monkhorst–Pack k-point meshes of (3 × 3 × 1) were selected for
k-space integration. The calculation cannot be stopped until the
system energy and force converge within 10−5 eV and 0.01 eV
Å−1, respectively. AIMD is based on a canonical (NVT) ensemble,
maintaining a constant temperature of 400 K by the Nosé–
Hoover thermostat method, where the timestep was set to 1 fs.
Initial dynamic pre-optimization over 2 ps ensures kinetic
equilibrium, followed by a 10 ps steady-state simulation, from
which 10 000 frames are statistically analyzed.
3. Results and discussion
3.1 The structure of the Pt/ionomer/water interface

To investigate the interaction between Pt(111) and the side
chains of Naon ionomers, a series of Pt/ionomer structures
were created and optimized (Fig. S1†). In Fig. 1a, the energy of
the system and the structure of the ionomer side chains change
signicantly as the distance between Pt(111) and the Naon
ionomer main chain increases. The distance between Pt(111)
and the sulfonic acid group (DPt–S) initially remains constant,
but then abruptly changes and continues to increase thereaer.
Additionally, the length of the ionomer side chains exhibits
a pattern of initial increase, followed by a slight decrease. The
observed sudden change in the energy and structure is attrib-
uted to the transition of the sulfonic acid group on Pt(111) from
adsorption to non-adsorption. The increase in the distance of
the main chain led to the stretching of the ionomer side chains
when the O atoms of the sulfonic acid group bonded with Pt.
Conversely, the ionomer side chain contracted to its free length
when bonding did not occur. Then, the Pt/ionomer system can
Chem. Sci., 2024, 15, 19290–19298 | 19291
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Fig. 1 (a) Energy of the Pt–Nafion structure, the distance between the S–Pt surface, and the length of the Nafion ionomer as a function of the
distance from the Nafion ionomer to the Pt surface; (b) Pt/ionomer/water systems in both contact and non-contact structures; (c) statistical
distance between the sulfur (S) and oxygen (O) atoms of the sulfonic acid groups and the Pt surface; (d) difference in charge density (iso-surface
levels are 0.0003 e Å−3; cyan-green indicates electron deficiency, while yellow indicates electron accumulation), average Bader charge on the Pt
surface, Fermi energy (E-Fermi), and work function (WF); (e) distribution of electrostatic potential in the contact and non-contact structures.
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be classied into contact and non-contact structures based on
the interaction of the sulfonic acid group with the Pt(111).

Subsequently, solvent water molecules are involved in the
system to simulate the Pt/ionomer/water interfaces. Aer con-
ducting AIMD steady-state simulation (Fig. S2†), shown in
Fig. 1b, the water molecules tend to interact with Pt atoms and
the sulfonic acid group, leading to a slight increase in the
distance between Pt and the sulfonic acid group. In Fig. 1c, the
19292 | Chem. Sci., 2024, 15, 19290–19298
statistical distance between Pt and the sulfonic acid group
shows that in the contact structure, the DPt–S uctuates between
3.0 Å and 4.2 Å and is mainly located at 3.6 Å, and the DPt–O

varies between 1.8 Å and 3.8 Å, with peak location of 2.8 Å. They
are much shorter than those in the non-contact structure; that
is, the DPt–S and DPt–O are mainly located at 5.0 Å and 4.2 Å,
respectively. This indicates that the sulfonic acid group in the
© 2024 The Author(s). Published by the Royal Society of Chemistry
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contact structure still interacts more strongly with Pt than it
does in the non-contact structure.

The charge transfer, E-Fermi, and WF further conrm the
interaction mentioned above. In Fig. 1d, the interaction
between Pt(111) and the sulfonic acid group in the contact
structure leads to a transfer of charge from Pt(111) to the
sulfonic acid group, resulting in more electron deciency of
surface Pt atoms, exhibiting less negative Bader charge (−0.02 e
per atom) and a downshied d-band center (Fig. S3(b)†). In the
non-contact structure, only the charge transfer between Pt and
water causes the surface Pt atoms to show a more negative
Bader charge (−0.04 e per atom) with less electron deciency
and a higher d-band center. Correspondingly, the contact
structure displays a lower E-Fermi and a larger WF due to the
fewer redundant electrons on the surface Pt atoms compared to
the non-contact structure. At the same time, as shown in Fig. 1e,
the interaction of the Pt–sulfonic acid group reduces the
difference in electrostatic potential between Pt and electrolyte,
while the non-contact structure shows an increased electric
eld strength. In short, the electronic structures observed under
vacuum and solvent conditions show a similar trend. Solvent
models differ slightly due to explicit water, weakening Pt–
sulfonic acid group interactions, and reducing charge transfer.
3.2 The electric double layer structure of the Pt/ionomer/
water interface

The radial distribution function (RDF) shown in Fig. 2a shows
the distance of water from the Pt surface within the Pt/ionomer/
water interface. Two distinct peaks in the RDF correspond to the
adsorbed water layer in the inner Helmholtz plane (IHP) and the
interfacial water layer in the outer Helmholtz plane (OHP). By
comparing contact and non-contact structures, we observe that
the non-contact structure contains a higher amount of water
within the IHP due to the higher Pt–O peak. The adsorbed water
layer is slightly closer to the Pt surface in the non-contact
structure, as indicated by a slightly smaller peak position.
Fig. 2b displays the water number density, revealing the width
of the IHP (2.0 Å to 2.6 Å) and OHP (2.6 Å to 4.6 Å) and con-
rming that the HP of the non-contact structure possesses more
water.

These variations in the Pt/ionomer/water interface are
primarily inuenced by the positioning of the sulfonic acid
groups. In Fig. S4,† the RDF peaks of the sulfonic acid group in
the contact structure suggest that the group is positioned within
the IHP, leading to a reduction in water density and weakened
water adsorption. This can be attributed to the large charge
transfer from the Pt to the sulfonic acid group in the contact
structure, which downshis the d-band center of Pt(111),
weakens species adsorption, and reduces the density of the
active sites (Fig. S5†). Conversely, in the non-contact structure,
the sulfonic acid groups are predominantly situated on the edge
of the OHP, exerting less inuence on the water structure in the
HP.

Furthermore, the orientation distributions of water in the
HP are depicted in Fig. 2c and d. In the IHP, the adsorbed water
molecules predominantly align with H-up (q = 0° to 60°) and H-
© 2024 The Author(s). Published by the Royal Society of Chemistry
parallel (q = 60° to 120°) orientations due to the interaction
between Pt and water. On the other hand, the interfacial water
molecules are predominantly characterized by H-parallel and H-
down (q = 120° to 180°) orientations. The concentration and
orientation of water molecules differ between the contact and
non-contact structures. In Fig. S6,† the contact structure
contains fewer water molecules and a relatively concentrated H-
parallel orientation. The non-contact structure has a larger
number of water molecules with a more dispersed orientation,
mainly concentrated in the H-up to the H-parallel orientations.

Additionally, 2D density distribution maps of the H-bond in
Fig. 2e and f show that the H-bond of the contact structure is
mainly concentrated in the IHP, while the non-contact structure
has a higher number of H-bonds in both the IHP and the OHP,
resulting in a wider distribution and continuous H-bond
network. Specically, the number of H-bonds in the HP of
non-contact structures is approximately double that of contact
structures, as shown in Fig. S7.† The length of the H-bond in the
IHP of the non-contact structure is slightly more concentrated
and shorter than that of the contact structure. This discrepancy
is also attributed to the interaction of the sulfonic acid group in
the contact structure with Pt and adsorbed water, which
weakens the H-bond between them and disrupts the H-bond
network.
3.3 The ORR activity of the Pt/ionomer/water interface

To investigate the inuence of sulfonic acid groups on the ORR
mechanism, we simulate the free energy changes of the
elementary steps of the ORR, including oxygen diffusion,
adsorption, activation, protonation, and desorption as shown in
Fig. 3a. The energy change of elementary steps is closely related
to the electronic structure and the electric double layer of the Pt/
ionomer/water interface structure.

Fig. 3b illustrates the change in free energy for the diffusion
of O2 from the outside of the HP, at a distance of 5.0 Å, to the
inside of the HP, at a distance of 2.5 Å. The corresponding
snapshots of solvated structures are shown in Fig. S8 and S9.†
The free energy rst increases and then decreases as O2 moves
closer to the Pt surface, indicating that overcoming a barrier is
necessary for oxygen diffusion into the HP. The O–O bond
length oscillates around the equilibrium bond length of 1.23 Å
without activation. The energy barriers for O2 diffusion in the
contact and non-contact structures are 0.18 eV and 0.15 eV,
respectively. This suggests that there is a relatively small
difference between these two structures in the diffusion resis-
tance by the HP. However, the lower nal state energy in the
non-contact structure indicates a stronger interaction of its Pt
surface with O2. In other words, the sulfonic acid group in the
contact structure blocks the Pt surface from attracting and
stabilizing reactants.

Due to the interaction between the Pt surface and O2, as
shown in Fig. 3c, the adsorption of O2 is a spontaneous process
with a slight decrease in the free energy. Subsequently, the
protonation of *O2 to form *OOH requires overcoming the
energy barrier accompanied by the elongation of the O–O bond
from 1.23 to 1.40 Å. The formation of *OOH in the non-contact
Chem. Sci., 2024, 15, 19290–19298 | 19293
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Fig. 2 (a) RDF of Pt–H(H2O) and Pt–O(H2O); (b) distribution of water number density and its proportion across different ranges; the two-
dimensional density profile of the cos q of H2Omolecules in the contact (c) and non-contact (d) structures; two-dimensional density distribution
profiles of H-bond lengths in the contact (e) and non-contact (f) structures.
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structure exhibits much lower energy barriers and a more stable
nal state compared to that in the contact structure. The
snapshots of O2 protonation structures are shown in Fig. S10
and S11.† It can be attributed to the strong interaction between
Pt and species and the well-connected H-bond network in the
non-contact structure, which benets proton transfer and
stabilization of intermediates.
19294 | Chem. Sci., 2024, 15, 19290–19298
For the same reason, in the non-contact structure, the
following ORR steps, including the dissociation of *OOH, the
protonation of *O, and the desorption of *OH, have signi-
cantly lower energy barriers compared to the contact structure.
For example, in Fig. 3d, the dissociation energy barrier of *OOH
in the non-contact structure is 0.29 eV because the well-con-
nected H-bond network benets the proton transfer and the
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 3 In the contact and non-contact structures, the diagramof theORR elementary step pathway (a) and the evolution of free energy and bond
lengths for each elementary step: (b) O2 diffusion; (c) *OO + H+ + e− / *OOH; (d) *OOH + H+ + e− / *O + H2O; (e) *O + H+ + e− / *OH; (f)
*OH + H+ + e− / H2O.

Edge Article Chemical Science

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

5 
nó

ve
m

be
r 

20
24

. D
ow

nl
oa

de
d 

on
 6

.2
.2

02
6 

16
:1

6:
08

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
strengthened interfacial electric eld improves the activation of
the *O–OH bond, whereas, in the contact structure, it is as high
as 0.60 eV. The snapshots of the dissociation of *OOH struc-
tures are shown in Fig. S12 and S13.† Additionally, in Fig. 3e
and f, the protonation of *O and *OH and the following
desorption in the non-contact structure (Fig. S15 and S17†)
occur almost spontaneously with energy barriers of less than
0.05 eV, while in the contact structure (Fig. S14 and S16†), these
steps require 0.31 and 0.15 eV, respectively.

Fig. 4a summarizes all energy barriers of the ORR elementary
step in both contact and non-contact structures. Contrary to
what thermodynamic calculations in vacuum suggest about the
© 2024 The Author(s). Published by the Royal Society of Chemistry
ORR's potential-determining step (PDS) being the desorption of
OH,42 the rate-determining step (RDS) at the Pt/ionomer/water
interface is the protonation and dissociation step of *OOH.
This means that the presence of a solution can decrease the
adsorption strength of species on the Pt surface and promote
the protonation and desorption of OH during the ORR. In the
non-contact structure, the energy barriers for each step are
consistently lower than those in the contact structure. However,
the steps involving adsorption and proton transfer in the
contact structure have much higher reaction energy barriers.
Utilizing the RDS energy barriers, exchange current densities
are calculated and presented in Fig. 4b. The exchange current
Chem. Sci., 2024, 15, 19290–19298 | 19295
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Fig. 4 (a) Energy barriers for each step of the ORR; (b) exchange current density; (c) the simulated LSV curve for both contact and non-contact
structures.
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density for the non-contact structure is 2.87 × 10−5 A cm−2,
approximately 100 times higher than that in the contact struc-
ture (3.21 × 10−7 A cm−2), underscoring the superior ORR
activity of the non-contact structure. Considering the cathodic
potential, species coverage, and active site density, the LSV
curves were tted by microkinetic simulations shown in Fig. 4c.
The half-wave potential and onset potential for the contact
structure are 0.93 V and 1.00 V (vs. RHE), respectively. The half-
wave potential and onset potential for the non-contact structure
are increased to 1.05 V and 1.12 V (vs. RHE), respectively. The
much lower theoretical overpotential demonstrates that the
non-contact structure is the ideal three-phase interface exhib-
iting much higher intrinsic ORR activity.

Therefore, the ideal Pt/ionomer/water interface involves
having the ionomer located at the edge of the OHP. This
arrangement helps to reduce the poisoning of sulfonic acid
groups on active sites while also strengthening the interfacial
electric eld and forming a more continuous H-bond network.
These factors are conducive to oxygen adsorption, activation,
and protonation. Specic strategies, including selecting suit-
able dispersants, adjusting the pore structure of carbon
supports, and modifying the structure of sulfonic acid groups,
19296 | Chem. Sci., 2024, 15, 19290–19298
among others, can regulate the distance between the sulfonic
acid groups and the catalyst surface. If the ionomer is located
within the IHP, it has a blocking effect on the ORR by
decreasing the surface redundant electrons, lowering the d-
band center, weakening the interfacial electric eld, and dis-
rupting the H-bond network of the HP. These changes hinder
species adsorption and O–O bond activation, impede proton
transfer, and ultimately reduce the intrinsic activity of the ORR.
4. Conclusion

In this research, we systematically investigated the impact of the
positioning of sulfonic acid groups on the electronic structure,
electric double-layer structures, H-bond networks, and the
activity mechanism of the ORR at Pt/ionomer/water interfaces.
The combination of DFT and AIMD simulations revealed that
sulfonic acid groups within the IHP in contact with the Pt(111)
surface hinder oxygen adsorption, activation, and protonation,
resulting in a high energy barrier of 0.6 eV for the RDS of *OOH
activation, an onset potential of 1.0 V, and an exchange current
density of 2.87 × 10−5 A cm−2. This blocking effect of the
sulfonic acid groups is attributed to electron depletion on the Pt
© 2024 The Author(s). Published by the Royal Society of Chemistry
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surface, a reduced d-band center, a weak interfacial electric
eld, decreased water density in the HP, and fewer H-bonds in
HP. Conversely, in the non-contact structure, sulfonic acid
groups positioned at the edge of the OHP create an ideal Pt/
ionomer/water interface with more active sites, a strong inter-
facial electric eld, and a continuous H-bond network in the
HP, resulting in signicantly higher intrinsic activity for the
ORR. The energy barrier for the RDS decreases to 0.29 eV, the
onset potential increases to 1.12 V, and the exchange current
density increases to 3.21 × 10−7 A cm−2. Overall, this study
provides valuable insights into the inuence of solid–solid–
liquid interfaces on ORR performance, which can provide
information for the design and precise manipulation of micro-
three-phase interfaces.
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