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A medical waste X-ray film based triboelectric
nanogenerator for self-powered devices, sensors,
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The increase of plastic waste on the Earth and its associated environmental pollution is a major concern for
humankind. The reuse of plastic waste for energy harvesting not only reduces environmental pollution but
also generates electricity. In this study, we have used medical plastic waste, such as X-ray films, to fabricate
a triboelectric nanogenerator (TENG) for the first time. The proposed TENG produced an output voltage,
current, and instantaneous power density of 201V, 62.8 pA, and 1.39 W m™2, respectively. It can easily
power up 240 red LEDs directly and other portable electronic devices with a charged capacitor. The
fabricated TENG was further used as a smart switch in selecting various services provided in smart

Received 25th January 2023 buildings (hospitals/hotels). Additionally, we were able to create self-powered indicator displays and
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force sensors through this technology. The current results highlight the potential of using medical waste

DOI: 10.1039/d35va00018d to create energy-harvesting devices and suggest that this approach can be extended to utilize other

rsc.li/esadvances plastic waste materials such as saline bottles and gloves for TENGs.

Environmental significance

The proposed work utilized discarded X-ray (plastic) films in energy harvesting devices, which reduces plastic waste dumping. Furthermore, the energy produced
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by a discarded X-ray film based nanogenerator is utilized in potential applications for powering electronic devices, sensors, and smart homes.

1 Introduction

Over the years, there has been a surge in plastic waste accu-
mulation on Earth, resulting in severe pollution of water, air,
and soil. Reports indicate that about half of the plastic
produced ends up in landfills or natural surroundings."* By
2050, plastic waste is projected to outweigh fish due to its
constant growth, insufficient recycling mechanisms, and rapid
disposal.’* To combat plastic pollution and its climate impact, it
is essential to explore alternative ways of utilizing plastic
waste.*® The world's current energy demand is increasing,
which has led to increased environmental pollution from using
fossil fuels for electricity production. However, reusing plastic
waste for energy generation offers a solution to both electricity
generation and environmental pollution reduction. There are
various alternative ways of utilizing plastic waste that can help
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reduce pollution and its impact on the environment. One
approach is to recycle plastic waste and use it to manufacture
new products”™ and new functional materials."** Another
option is to convert plastic waste into fuel through a process
called pyrolysis.” In addition to the above, plastic waste can
also be used to generate energy through triboelectric nano-
generator technology, which is a promising new technology that
harnesses the power of friction to generate electricity. This
technology utilizes plastic materials to create an active tribo-
electric layer that can produce electrical energy through contact
electrification and electrostatic induction.*® By utilizing plastic
waste as an energy source, we can reduce the need for fossil
fuels and decrease their impact on the environment while
providing a sustainable source of energy for the growing global
population.

The triboelectric nanogenerator (TENG) technology has
evolved for electrical energy generation using plastic materials
from the last decade.”** Many plastic materials such as PET,
PTFE, PS, PVC and PES have been used as active triboelectric
layers in TENG device fabrication and utilized for self-powered
device applications.** Furthermore, TENGs were developed
with different waste materials for energy generation, and we
named them W-TENGs.

© 2023 The Author(s). Published by the Royal Society of Chemistry
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Table 1 Literature review of waste materials used for TENG fabrication and their electrical characteristics and applications

Opposite triboelectric Voltage, current, and Stability
S. no Waste material layer power density Applications cycles Ref.
1 Polyvinyl chloride Nylon 31V, 3.1 pA and 11.9 Self-powered Morse code 10000 32
(PVC) mw m > generator
2 Waste plastic bags Polytetrafluoroethylene 251V, 34.1 pA and Self-powered pencil-on- — 28
(PTFE) power 1.74 W m™> paper strain sensor
3 Waste food Parafilm 4Vand 118 yW m? Self-powered portable 1500 29
packaging and electronic devices and
aluminum cover foil LEDs
4 Waste tea leaves and  Polytetrafluoroethylene 792 V, 42.8 pA, and Powering electronic office 10 000 33
packaging bags (PTFE) 4.88 Wm > supplies
5 Aloe vera Polydimethylsiloxane 32Vand0.11pAand 1.9  Self-powered finger 2500 34
(PDMS) mW m > monitoring sensor
6 Biowaste peanut Polyethylene 910 V, 104.5 pA, and Self-powered devices — 23
shell terephthalate (PET) a power of 5.33 W m >
7 Bio-waste sunflower  Polyethylene 488V, 28.5 pA, and Self-powered devices . 24
husks terephthalate (PET) a power of 0.48 W m 2
8 Egg shell Polytetrafluoroethylene 924 V, 1.3 pA and Self-powered wristwatch — 25
(PTFE) 0.25 W m™?
9 Bacterial cellulose Teflon 57.6 V, 5.78 pA and 43 — 1000 35
mw m >
10 Fish bladder film Fluorinated ethylene 106 V, 7.3 pA and 200 Smart electronic skin- 850 27
propylene (FEP) mw m > based wearable electronics
11 Rice husks Polytetrafluoroethylene ~ 190V, 1 pA and 0.12 W  Power source for LEDs — 26
(PTFE) m 2
12 Rice paper Polyvinyl chloride (PVC) 244 V, 6 pA and 376.4 Power source for LEDs 10 000 36
mw m >
13 Aluminum Pt/PET 3.12V,82.8nAand 3.54 — — 37
recyclable paper mw m >
(ARP) for electrodes
14 Waste rubber Aluminum 100V, 5.5 mAm 2, and Self-powered electronics 5000 38
powder 68 mW m >
15 Fluorinated wasted Aluminum 265V,75 mAm 2 and  Self-powered electronics — 38
rubber powder 4.6 Wm™?
(WRP)
16 Recycled plastic Nylon 35.7 V, 1.56 pA and Integration with — 6
bags 152.6 mW m 2 supercapacitors for
powering LEDs
17 Plastic waste and Polytetrafluoroethylene 3.5 pA and power of 9-Segment keyboard 1000 39
carbon-coated paper (PTFE) 0.24 W m™?
wipes
18 Waste milk carton Polyethylene (PE) 600 V, 40 pA, and 55.9 Power wireless sensor for 65 000 31
mw m > environmental monitoring
19 Waste polystyrene PTFE 250V, 52 nAand 4.05W  Vehicle speed monitoring 20 000 40
m 2 sensor
20 Recycled plastic and ~ Chart paper 83.88V, 101 pA and 265  Self-powered portable 5000 41
electronic wastes mw m > electronics
21 Aseptic carton Oxidised low-density 200 V, 400 nA Power source for LEDs 97 000 42
package polyethylene
22 Discarded plastic PTFE 3.5 pA, 0.61 mW Self-powered keyboard and — 43
waste wearable electronics
23 Surgical face mask Waste Mylar 200V, 0.29 mA m 2, Self-powered watches and 10 000 44
71.16 mW m 2 calculators
24 Nylon(polyamides) PMMA 35.7V, 5.85 nA, 152.6 Antitheft warning device 3000 45
mwW m~>
25 Household plastic PU foam 44V, 289 nA Self-powered LED display 3000 46
waste
26 Scrap paper PTFE 205V, 18 pA Human physiological 1100 47
monitoring
27 X-ray sheets Silicone 201V, 62.8 pA, 1.39 W Self-powered devices, force 10 000 Present
m > sensors, LEDs, and smart work
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Table 1 summarizes the literature review of various W-
TENGs that have been reported based on different waste
materials. These materials include both bio-waste and everyday
household waste. The bio-waste materials include peanut
shells,” sunflower husks,* eggshells,* rice husks,* and fish
bladder.”” Household waste includes plastic bags,*® food pack-
aging covers,” rubber tire powder,* and milk cartons.** The
development of W-TENGs using a range of waste materials
shows the potential for creating sustainable energy sources. So
far, the highest power density of W-TENGs obtained is 5.33 W
m? for bio-waste peanut shells. However, no studies have been
conducted on TENGs fabricated from medical waste. The
medical waste includes plastic syringes, barrels, surgical and
handling gloves, plastic saline bottles, X-ray, CT, and MRI
sheets. In this study, discarded X-ray sheets were used for TENG
fabrication, with a silicone film as the opposite triboelectric
layer. We have used discarded X-ray sheets after basic cleaning
to remove dust. The obtained power density of the X-ray sheet-
based TENG (X-TENG) is 1.39 W m~?, which is in the same order
as the reported values in the literature. The advantage of using
X-ray films in the TENG with other materials is that no further
processing, such as film preparation is required to fabricate the
TENG. Waste X-ray films are safe to handle compared to other
medical waste, such as gloves, facemasks, PPE kits and saline
tubes, which have a high degree of contamination.
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The present investigation introduces high-performance
TENGs that utilize discarded X-ray sheets and silicone as fric-
tional layers for the first time. The TENGs were analyzed for
their output current, voltage, power, and stability. The study
also examined the impact of varying device dimensions,
frequencies of applied force, and magnitudes of applied force
on the TENG's performance. The X-TENG was implemented in
various applications, including smart switches in buildings,
self-powered direction indicator displays with LEDs, self-
powered force sensors, and self-powered devices.

2 Experimental details
2.1 Materials and characterization

Discarded X-ray films were obtained from a local hospital,
cleaned with DI water, and dried. Silicone sheets of 1 mm
thickness were purchased from Amazon India. Fig. 1(a) and (b)
show the photographs of the X-ray and silicon sheets of 5 x 5
cm? area. The obtained films were characterized using a field
emission scanning electron microscope (FESEM, ZEISS), X-ray
diffraction (XRD, Bruker), and an atomic force microscope
(AFM, HITACHI).

2.2 X-TENG device fabrication and testing

Fig. 1(c) displays the schematic view of the X-TENG device, and
the fabrication process involved in fabricating the device is

X-ray film

—h
—

26.14°

Intensity (a.u.)
23.2°

10 20 30 40 50 60 70

26 (°)

—
—
o

Intensity (a.u.)

10 20 30 40 50 60 70 80
26 (°)

Fig. 1 Photographs of the (a) X-ray film and (b) silicone sheets, (c) schematic of the X-TENG devices with X-ray and silicone sheets, (d) and (e)
surface morphology of the X-ray sheet, (inset AFM image), (f) XRD pattern of the X-ray sheet, (g) and (h) surface morphology of the silicone sheet

(inset AFM image), and (i) XRD pattern of the silicone sheet.
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illustrated in Fig. S1 in the ESI, Section S1.7 The X-TENG device
was constructed using X-ray and silicone sheets as frictional
layers with an active device area of 5 x 5 cm”. These sheets were
attached to aluminum foil electrodes (~80 pm thickness) using
conducting carbon tape. Two electrical wires connected the top
and bottom aluminum electrodes to record the X-TENG
response. The X-TENG performance was evaluated in vertical
contact separation mode with hand-slapping force, and its
electrical outputs were measured using a digital storage oscil-
loscope (Tektronix, TBS-1102) and a low noise current pre-
amplifier SR 570 (Stanford Research Systems) for open-circuit
voltage (V,) and short circuit current (I.), respectively. The X-
TENG's long-term stability and durability were tested over 10
000 test cycles and three months.

2.3 Application of X-TENGs with energy management
circuits and digital design boards

To showcase the various applications of X-TENGs, we utilized
several electronic components, including a DB 107 full-wave
rectifier IC, an IC 74163 binary counter, junction and Zener
diodes, a digital circuits development platform (Scientech
2614), and a custom-designed switched-capacitor-convertor
circuit.*®. The schematic and design of the switched-capacitor-
convertor circuit can be found in Fig. S2 in the ESI, Section S2.}

3 Results and discussion

Low and high magnification FESEM images of the X-ray sheet
surface are presented in Fig. 1(d) and (e). The surface of the X-
ray sheet is covered with fine particles, resulting in nanoscale
roughness. The RMS roughness of the X-ray sheet surface was
determined from the AFM image in the inset of Fig. 1(e) and
found to be approximately 28 nm.

View Article Online

Environmental Science: Advances

The XRD pattern of the X-ray sheet is shown in Fig. 1(f), and
it matches the XRD pattern reported in the literature for poly-
ethylene terephthalate (PET) sheets.**® Therefore, we can infer
that the X-ray sheet is a chemically modified PET sheet. The
diffraction maximum located at 26.1° is assigned to the (1 0 0)
plane and is consistent with the reported literature.

The FESEM images of the silicone sheet surface are further
depicted in Fig. 1(g) and (h), which show that it also has
roughness at the nanoscale. The RMS roughness of the silicone
sheet surface was measured from the AFM image displayed in
the inset of Fig. 1(h) and found to be approximately 44 nm. The
XRD pattern of the silicone sheet is presented in Fig. 1(i), which
matches the silicone rubber XRD pattern documented in the
literature.**>* The diffraction maxima at 22.3° and 12.2° are
attributed to the -Si-O-Si- amorphous phase and the polyurea
units, respectively.

Fig. 2(a) and (b) display the recorded responses (Voc, Isc) of
the X-TENG against repeated hand slapping force. The V,. and
I, values of the TENG device are approximately ~201 V and
~62.8 HA, respectively. The electrical outputs were measured as
part of the switching polarity test to confirm that the electrical
outputs originated from the X-TENG device and not from
measuring device noise.* Fig. 2(c) and (d) show magnified views
of the V,. and I of the X-TENG response in one complete cycle.
Asymmetry in the positive and negative peaks (current/voltage)
is attributed to the difference in the time durations of the
contact and separation process, as suggested by the reported
literature.>*® In the present report, the contact process is per-
formed by tapping force, whereas the separation process is due
to the elasticity of sponge spacers. Therefore, the contact and
separation processes take different time durations. Due to
differences in the duration of the contact and separation
processes, the rate of charge transfer may vary, resulting in the
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Fig. 2 Electrical characteristics of the X-TENG (5 x 5 cm?), (a) Vo in forward and reverse connections and (b) /s in forward and reverse
connections, (c) and (d) enlarged views of V. and /s in one complete cycle, (e) X-TENG output voltage and current as a function of various load
resistances, and (f) instantaneous power density with the load resistance.
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Fig.3 Working mechanism of the X-TENG at (a) initial state, (b) pressed state, (c) separating state, (d) completely separated state, and (e) pressing

state.

observed asymmetry in voltage and current signals. Although
this phenomenon is consistently observed in most literature
reports, a more comprehensive study is necessary to fully

comprehend the asymmetry.

As shown in Fig. 2(e), the voltage and current of the X-TENG
device were measured under different load resistance (Ry)
values to study its instantaneous output power. As shown in
Fig. 2(e), the output voltage increased while the output current
decreased with increasing load resistance. The instantaneous
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Fig. 4 Stability of the TENG (a) over 1400 cycles with hand slapping, (b) TENG output voltage vs. the number of cycles, (c)-(e) enlarged views of
selected regions of the stability graph, and (f)—(h) stability test of the TENG over a period of three months.
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power density (P4q) was obtained from the load characteristic
data and plotted in Fig. 2(f). The P4 of the X-TENG initially
increased and reached a peak value of 1.39 W m™? at a load
resistance of approximately 5 MQ, but decreased for higher load
resistances (>5 MQ). The observed load and power characteris-
tics of the TENG are well supported by the reported literature.>

The efficiency of a TENG is an important factor, which is
determined by the ratio of electrical energy generated by the
TENG to the applied mechanical energy. In the case of the X-
TENG, the energy conversion efficiency was calculated using
a procedure reported in the literature, and the efficiency was
found to be approximately 39.73%.%-°> The detailed procedure
for calculating the efficiency is presented in section S3 of the
ESLT

The mechanism behind the electrical current generation in
the TENG operating in the contact separation mode is based on
the triboelectrification and  electrostatic ~ induction
phenomena.®®*** Fig. 3 illustrates the different processes
involved during the various stages of TENG operation. The
triboelectric layers in the proposed X-TENG device consist of an
X-ray sheet and a silicone sheet, while the electrodes are made
of aluminum foil. Initially, there is no contact between the X-ray
and silicone sheets, resulting in no potential difference between
them, and the X-TENG is in equilibrium (Fig. 3(a)).

In the contact separation mode of operation, when the
triboelectric layers of the X-TENG device come into contact
under the applied force, they exchange charges based on their
ability to lose or gain electrons, as shown in Fig. 3(b). The sili-
cone sheet accepts electrons and becomes negatively charged,
while the X-ray sheet loses electrons and becomes positively
charged. An equilibrium is established because both sheets

View Article Online

Environmental Science: Advances

carry an equal number of opposite charges on their surfaces.
Upon removal of the external force, a potential difference
develops between the top and bottom electrodes, which drives
the flow of electrons from the top electrode to the bottom
electrode until a balanced state is reached, as shown in Fig. 3(c)
and (d). When the external force is reapplied, the induced
charges travel in the opposite direction (Fig. 3(e)), producing an
AC electrical output.

In addition, the finite element simulation of the X-TENG
operation was performed using COMSOL 6.0 Multiphysics
software, and the simulation parameters and results are pre-
sented in Table S1, Fig. S4 in Section S4 of the ESLf

The stability of the fabricated X-TENG device was tested over
10 000 cycles using a modified linear motor at a frequency of
approximately 6 Hz for a period of 30 minutes. The device was
found to be stable, and the photographs of the modified linear
motor and the TENG response are presented in Fig. S5 in
Section S5 of the ESI, along with Video V1.t To test the stability
of the TENG under hand tapping force, sets of approximately
30-40 cycles of responses were recorded with a gap of a few
seconds, and all such data sets were merged to make a total of
approximately 1400 cycles. The TENG responses of 1440 cycles
are presented in Fig. 4(a). The output voltage variation as
a function of cycle number (every 10th cycle) is presented in
Fig. 4(b), which indicates minor changes in the output voltage.
These changes are attributed to variations in the hand slapping
force.

Fig. 4(c)-(e) show magnified views of a few parts of the
stability graph, indicating that the X-TENG response is uniform.
Moreover, the stability of the X-TENG was tested over a period of
three months, as shown in Fig. 4(f)-(h), and was found to be
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Fig.5 Comparative study of TENG open circuit voltage and short circuit with (a) and (b) different active areas of the devices, (c) and (d) different
frequencies of applied force, and (e) and (f) different spacings between the triboelectric layers.
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stable. Based on these results, we can conclude that the stability
and durability of the X-TENG device are excellent.

In order to evaluate the performance of the X-TENG device,
the effect of different experimental parameters, such as the
active area of the device, frequency of applied force, and spacing
between the triboelectric layers, were studied. The comparative
results of the V.. and I,. of the X-TENG device under these
varying parameters are presented in Fig. 5.

Fig. 5(a) and (b) show the variation of the X-TENG output
voltage and current with different active areas of the device,
ranging from 3 x 3 cm® to 10 x 10 cm?. It is observed that as the
active area of the device increases, the effective contact electri-
fication also increases proportionally, resulting in an increase
in the electrical output. The X-TENG output voltage increased
from ~126 V to 291 V, and the current increased from ~22.7 uA
to 81.1 pA with increasing active area. This behaviour is well-
supported by previous studies on TENGs.***¢

Fig. 5(c) and (d) present the variation of TENG output voltage
and current with different frequencies of applied force. It was
observed that the output voltage and current increased initially
with the frequency up to 4 Hz and then decreased for higher
frequencies.®” The output voltage increased from 178 V (1 Hz) to
198 V (4 Hz) and then decreased to 166 V (6 Hz), while the
output current increased from 47.2 pA (1 Hz) to 61 pA (4 Hz) and
then decreased to 42.3 pA (6 Hz). The increased electrical output
of the X-TENG at high frequencies is attributed to charge
accumulation due to a short contact-separation cycle at high
frequencies (4 Hz).'**® Furthermore, the decrease in the elec-
trical output of the X-TENG at high frequencies (=5 Hz) is due
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to the inability of the nanogenerator to go back to its original
state before the next impact.®

The variation of X-TENG output voltage and current with the
spacing between the triboelectric layers is shown in Fig. 5(e) and
(f). It was found that the output voltage increased from 116 V
(0.5 cm) to 200 V (1 cm) and then decreased to 95.6 V (2 cm).
Similarly, the output current increased from 27.3 pA (0.5 cm) to
61 pA (1 cm) and then decreased to 27.6 pA (2 cm). According to
the expression for the open-circuit voltage of the TENG (V. =
(od/ey)), the electrical output of the TENG should increase with
the spacing between the triboelectric layers. However, in the
present results, it is observed that the X-TENG output decreases
with the increase in spacing ((>1 cm)) between the triboelectric
layers. According to the existing literature on other TENGs, the
decrease in the electrical output at larger spacing is attributed
to a reduced contact area between the triboelectric layers under
the application of constant applied force.” This decrease in
effective contact area is a result of the larger sponge spacer
dimensions, which increase the elasticity of the sponges.
Consequently, a higher applied force is needed to overcome the
added elastic force and maintain the same active contact area
for the production of the same output voltage. Since the applied
force in the current study is constant, a lower output voltage can
be anticipated at larger spacing between the triboelectric layers.

Fig. 6(a) and (b) depict the rectification process and rectified
output of the X-TENG. The X-TENG response for one cycle is
displayed in the inset of Fig. 6(b), where no peaks are visible on
the negative y-axis side owing to the rectification process. The
DC output generated by the TENG is utilized to charge
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(a) Schematic of the X-TENG output rectification, (b) TENG output after rectification; the inset shows a magnified view of one cycle

output, (c) charging curves of different load capacitors, (d) stored charge at different load capacitances, (e) output voltage and stored charge
behaviour as a function of the load capacitance, and (f) the maximum stored energy as a function of the load capacitance.
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capacitors with capacitance values of 1, 4.7, 10, 47, 100, and 220
uF. Fig. 6(c) illustrates the charging curves of these capacitors.

To determine the amount of stored charge on various load
capacitors, the product of charging voltage and load capaci-
tance value was calculated, as illustrated in Fig. 6(d). The
maximum values of charged voltage and stored charge were
plotted as a function of load capacitance in Fig. 6(e), and the
trend of the graphs closely matched the literature.” The stored
energy values were computed for each load capacitor to identify
the optimum load capacitance value, and the results are pre-
sented in Fig. 6(f). The maximum stored energy of 113.8 puJ was
observed for a 10 uF load capacitor.

4 Applications of the X-TENG

4.1 Powering light emitting diodes (LEDs)

The AC output of the X-TENG was rectified with a full wave
bridge rectifier IC and then connected to a series of 240 red
LEDs, as depicted in Fig. 7(a). The ON condition of the LEDs,
which were powered by the TENG, is shown in Fig. 7(b) (see SI

View Article Online
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Video V27). Furthermore, a few of these LEDs were arranged to
form an arrow symbol and the text “EXIT” and were powered by
the TENG, as demonstrated in Fig. 7(c) (see ESI, Fig. S6 and
Videos V3 and V47). These self-powered indicator displays could
prove useful in buildings during power failures resulting from
fire accidents or other emergencies in future smart homes.

4.2 Self-powered electronic devices

An energy management circuit employing switched-capacitor-
converters was utilized to power portable electronic devices,
such as a digital watch, calculator, thermometer, and digital
hygrometer. The switched-capacitor-converter circuit charged
capacitors in a series connection and discharged them in
parallel (see ESI, Fig. S21).** The DC output generated by the X-
TENG was stored by the energy management circuit and utilized
to power the electronic devices. The charging and discharging
curves of the energy management circuit when powering the
devices are presented in Fig. 7(d)-(g). The digital calculator and
watch were powered for approximately 10 seconds after
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Fig. 7

(a) 240 series connected LEDs with the X-TENG, (b) ON state of LEDs powered by the X-TENG, (c) self-powered display of an arrow and

EXIT text, charging and discharging of an energy management circuit in powering a (d) digital watch, (e) hygrometer, (f) calculator, (g) ther-
mometer (insets of (d)—(g) show the ON conditions of the devices), (h) X-TENG output voltage signal under different applied forces, and (i) X-

TENG output voltage as a function of force.
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Table 2 Summary of X-TENG responses against different applied
forces

The way force is applied  Output voltage Calculated force

View Article Online
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charging to around 3 V in 35 seconds (see ESI, Videos V5 and
V6t). Similarly, the thermometer and hygrometer were powered
for a few seconds using energy stored in a capacitor (see ESI,
Videos V7 and V8t). The short powered-on period for the ther-

S.no on the X-TENG V) approximately (N) mometer and hygrometer may be due to the more power
consumed by the devices compared to the calculator and watch.
1 Single finger 96 4.33
2 Two fingers 117 5.13
3 Three fingers 156 7.45 4.3 Self-powered force sensor
4 Four fingers 173 8.16 X i . i
5 Full palm 200 10.18 The X-TENG was also investigated for its potential use as a force
sensor. Fig. 7(h) shows the responses of the X-TENG to various
applied forces. The applied forces were generated by pressing
5
(a) s
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Fig. 8 (a) IC 74163 based BCD counter activated by the X-TENG output as a clock, (b) schematic of the proposed user request service, (c)

developed prototype model for hospital services (d) demonstration of user service request with request number 3, and (e) extending the proof of

concept to a multistorey hospital.
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the X-TENG with different numbers of fingers (e.g., single and
double fingers), as depicted in Fig. 7(h). Table 2 summarizes the
output voltage and applied force on the X-TENG. The force
applied to the X-TENG device was determined using the
procedure described in the literature, and a detailed force
calculation procedure is presented in the ESI, Section S7.17>7
The increase in output voltage with the applied force confirms
that the X-TENG has the potential to be used as a force sensor.
The increase in output voltage is attributed to the increase in
frictional contact points between the triboelectric layers with
the applied force.””® As illustrated in Fig. 7(i), the generated
output voltage and the applied force have a linear fitting, and
the fitting equation for the output voltage (Y) and the applied
force (X) can be represented as Y = 17.72X + 23.36, with an R-
squared value of 0.99106.

4.4 TENG applications in smart buildings

We have developed a proof of concept for smart buildings (such
as those providing medical or hotel services) enabled by the X-
TENG. Fig. 8(a) shows the schematic of all the connection
details. We used the IC 74163 to make a decade counter (0-9),
and connected the outputs (Qq — Q,) to a seven-segment
display. We modified the X-TENG output with the help of
a Zener diode to use it as a clock pulse for the IC 74163 counter.
The counter output increases its counting with every tap on the
X-TENG device (see ESI, Videos V9 and V10). The schematic and
original proof of concept are shown in Fig. 8(b) and (c).

In this model, the counter output is connected to two seven-
segment displays: one in the user's room (hotel/hospital) and
the other at the reception of the hotel/hospital, as shown in
Fig. 8(b). When the user presses the X-TENG, the counter output
increases by one number in both the room and the reception
simultaneously. Each number on the counter is assigned to
a particular service associated with the hotel/hospital, as shown
in Fig. 8(c). For example, number 3 is assigned to a fire accident
happening in the room. Whenever a fire accident occurs in
a room, the user can press the X-TENG three times so that it
displays 3 in the reception, as shown in Fig. 8§(d). Based on the
number displayed on the counter, appropriate action can be
taken by the administrative authority. In another example, in
a hotel, the user can press the X-TENG a desired number of
times to request a particular service. This assignment list can be
changed based on the user's requirements (see ESI, Fig. S77).

Fig. 8(e) depicts a typical model of a three-story building with
four rooms per floor. The proposed X-TENG devices are
installed in each room, and the outputs of the counters are
connected to seven-segment displays at the reception with the
corresponding room numbers. Each user in the eight different
rooms can request the desired service simultaneously by
pressing the X-TENG the required number of times. This X-
TENG-enabled service can be extended to large multi-story
buildings. An X-TENG-enabled BCD counter is useful for
counting vehicles in and out of parking lots in a commercial
building and counting the number of people entering and
leaving a shopping mall. Additionally, an X-TENG-enabled BCD
counter can be useful in banks, hospitals, and hotels to

© 2023 The Author(s). Published by the Royal Society of Chemistry
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generate and display token numbers. Overall, the X-TENG has
the potential to revolutionize smart building technology.

5 Conclusions

In conclusion, a cost-effective and scalable approach for fabri-
cating a robust TENG using waste X-ray films and silicone
sheets for mechanical energy harvesting has been presented.
This is the first study to utilize medical waste (X-ray films) in
TENG technology. The X-TENG device achieved a V. of 201 V, I,
of 62.8 A and an output power density of 1.39 W m 2. The TENG
also exhibited high stability and durability, undergoing over 10
000 cycles of testing and more than three months of continuous
operation without any significant degradation. The X-TENG was
successfully used to power 240 commercial red LEDs, func-
tioning as self-powered indicator displays, and demonstrated as
a self-powered force sensor. Furthermore, it was capable of
powering electronic devices such as a calculator, digital watch,
hygrometer, and thermometer using charged capacitors. Lastly,
the TENG was employed in a proof-of-concept for smart
building applications.
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