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Cation synergy in Sr and Al substituted LaMnO5
during solar thermochemical CO, splittingy

Mahesh Muraleedharan Nair2 and Stéphane Abanades (= *

Perovskites (ABOs) constitute an important category of oxygen carriers for applications in thermo-
chemical redox processes. This study aims to derive the relationship of cation dependent parameters
including the tolerance factor (1), critical radius (R.), free volume (V¢), electronegativity (y), and metal—
oxygen bond energy (1) with O,/CO evolution efficiencies during redox steps of La,Sr;_ Mn,Al;_, O3
(x =04, 05,and 0.6 and y = 0.4, 0.5, 0.6, and 0.75) perovskite series. Such parameters can reflect the
lattice structural variations and bond polarity in these materials. The observed trends of O,/CO evolution
are nearly reversed, with regard to the variations in cation constitution. Inconclusive correlations were
observed for 1, R., and V¢ during reduction and re-oxidation, indicating that the role of these parameters
in representing the observed redox behaviour is limited. In contrast, the cation electronegativities and
metal-oxygen bond energies were found to induce a significant impact in depicting the redox chemistry
of these materials. Rather than the individual effects, the entire cationic constituents are found to
synergistically influence the reduction and re-oxidation reactions of the oxygen carriers used in this
study. Direct relationships are observed for the calculated values of both y and 4 with the experimentally
derived O,/CO evolution. The outcomes of this study can possibly influence the design of oxygen
carriers with an improved performance in thermochemical processes for converting CO, and utilizing

rsc.li/energy-advances solar energy.

1. Introduction

Environmentally friendly energy technologies are strongly
desired either to diminish or to totally eliminate the depen-
dence on fossil derived fuels. Redox processes involving
chemical reactions taking place in separate reduction/oxidation
steps at high temperatures offer tremendous potential in this
regard.'™ One such process receiving considerable attention
is related to the thermochemical splitting of CO,/H,O over
metal oxide oxygen carriers, utilizing concentrated solar energy
(CSE).*"® The measure of deviation from oxygen stoichiometry
(non-stoichiometry, 6) of the oxygen carrier plays a crucial
role in deciding the overall process efficiency. In terms of
superior reaction kinetics and thermochemical stability, non-
stoichiometric oxides are mostly preferred as oxygen carriers
for thermochemical reactions.'® High operating temperatures
were generally required for the benchmark ceria (CeO,) based
oxygen carriers. The addition of doping cations in substitution
to cerium promotes the oxygen mobility and creation of oxygen
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vacancies in the ceria fluorite lattice, which in turn enhances
the reduction capability of ceria-based mixed oxides in compar-
ison with pure ceria. As a result, it has been demonstrated that
the incorporation of cerium oxide with other metals gives rise
to mixed oxides that can be reduced at lower temperatures than
pure ceria.” In return, the oxidation rates of the mixed ceria
compounds are drastically lowered in comparison with those of
pure ceria.® In other words, the oxidation step is hindered when
the reduction step is facilitated, and vice versa. This persuaded
the quest for alternative materials, among which perovskite
structured complex oxides were found to be the most effec-
tive.»*°! In this case, the ABO; structure can accommodate a
large number of cationic substitutions in varying proportions
in the crystal lattice, thereby allowing long-range tailoring of
the redox chemistry of these materials. In solar thermochemi-
cal redox processes, the most encouraging performance so far
was reported for materials with manganese in the B-site, along
with lanthanum and strontium together occupying the A-site
(e.g., La,Sr;_,MnQ;)."*'® Several other combinations were
explored where issues regarding limited redox efficiency, thermal
stability, or kinetic reaction rates were frequently encoun-
tered.""> Therefore, studies are still ongoing to identify an
optimum perovskite composition for the advancement of this
interesting approach for solar energy harvesting. Introducing
cationic mismatch in the A/B-site could be one appropriate way
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to modify the thermochemical redox behaviour of perovskite
oxides. Apart from the nature, the amount of cationic substi-
tuents was found to be crucial in this regard. Structural
variations, electron distributions, cation exsolution or unusual
oxidation states thus arise, and can contribute towards higher
redox reaction extents, enhanced oxygen mobility and oxygen
vacancy concentration, as desired for efficient oxygen carriers.
However, further fundamental understanding is necessary to
identify appropriate combination of elements that can be used
as cations in mixed metal oxides.

Information regarding the influence of cation dependent
parameters on the thermochemical redox activity can supple-
ment the compositional optimization of perovskite oxygen
carriers. In this regard, one straightforward and facile strategy
is to deduce the relationships between simple structural aspects
with experimentally obtained data. Previously, Liu et al used
transition metal electronegativities to describe the trends in
oxygen storage capacity among a series of perovskites.'”
In another study, Wang et al. observed that the ignition
behaviour of a series of substituted perovskites was related to
variations in the calculated values of electronegativity and bond
energy.'® More recently, Nair et al. derived the correlation
between the amounts of oxygen and CO evolved during
the two-step thermochemical redox process, with geometrical
parameters such as critical radius and lattice free volume,
respectively, in a series of A-site substituted manganite
perovskites."” Depending on the variations in the A/B-site
cationic composition, several such metrics can be recognized
that may independently or synergistically control the thermo-
chemical redox behaviour of perovskite oxides. For instance,
the value of Goldschmidt tolerance factor (t) is primarily
dependent on the entire cationic composition and is consi-
dered as a measure of deviation from the ideal cubic structure.
The extent of this structural distortion can be important
for facilitating the bulk to surface (or vice versa) oxygen
mobility, one major requirement for thermochemical redox
applications.>>*' Similarly, variations in cation electronega-
tivity (x) or metal-oxygen bond energy (1) can contribute
towards describing the thermochemical redox properties of
oxygen carriers.

Partial substitution of cationic elements in varying amounts
results in lattice structural defects, thus facilitating oxygen
vacancy formation and influencing bond polarity. The resultant
lowering of activation energies for electron and oxygen ion
transport favours rapid release and uptake of oxygen, as required
for thermochemical redox reactions. Proposing a relevant indica-
tor by accommodating all the possible perovskite-based oxygen
carriers can be promising. However, it is to be noted that several
other phenomena such as sintering, phase decomposition,
carbonate formation, etc., are to be considered and cannot be
ruled out. A limited number of perovskite oxides exhibited the
potential to overcome the aforementioned stability concerns.
Among these, an even fewer number of materials were studied
by systematically varying the A/B site compositions. The incor-
poration of Sr and Al respectively at the A- and B-sites was
previously found to influence the redox properties of LaMnQ;.**
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LSMA materials (La,Sr; _,Mn,Al,_,03) were selected chiefly because
they represent one of the most attractive perovskite-based com-
positions for solar-driven thermochemical CO, splitting.
Currently, they are among the most performing materials in
terms of thermochemical stability, redox activity, CO, splitting
ability, and fuel production capacity. While the presence of Sr
can strongly influence the thermal reducibility, the presence of
Al can eliminate the surface carbonate formation that may arise
due to Sr segregation.'®*” Therefore, LSMA is a suitable choice to
obtain relevant information regarding the derivation of a general
descriptor for thermochemical redox properties. The materials
used in this study cover a large span of compositional space in
the LSMA perovskite series. Long term performance and compo-
sitional stability of these materials during thermochemical redox
cycles were previously confirmed.'***?>*” This approach is novel
and never used before to provide key indicators about the
selection, suitability and relevance of a given material formula-
tion for CO, splitting. Therefore, in the present study, a series of
La,Sr;_,MnyAl,_,0; perovskites were prepared and their ther-
mochemical oxygen release and subsequent CO, splitting effi-
ciencies were experimentally determined. The values thus
obtained, along with the corresponding reaction rates, were
correlated with the calculated values of tolerance factor, critical
radii, lattice free volumes, electronegativities, and metal-oxygen
bond energies. These parameters are indicators that reflect the
crystal lattice distortion of the perovskite caused by cationic
substitution to induce oxygen vacancies. The most obvious
connections were observed for the amounts of O,/CO released
with overall cation electronegativities (y,p) and average metal-
oxygen bond energies (1) among the series of materials consid-
ered in this study.

2. Experimental

2.1 Synthesis of materials

The syntheses of multi-cation (Sr and Al) substituted LaMnO;
perovskites were carried out by following the Pechini method.
Metal nitrates, citric acid and ethylene glycol were used as
precursors. Appropriate amounts of metal nitrates depending
on the stoichiometry of the final perovskite were dissolved in an
aqueous solution of citric acid. A pre-determined amount of
ethylene glycol was then added, and the resultant solution was
stirred for 4 h, Afterwards, the solution was dried at 80 °C for
48 h and the dry foamy mass obtained was ground well and
calcined under air for 2 h at 1400 °C. The amount of citric acid
was chosen so as to attain a molar ratio of 1.5 with total metal
ions, and the citric acid:ethylene glycol ratio was fixed at 3:2.
The calcination temperature was chosen by considering the
desired pure phase formation, structure and phase stability
under the reaction conditions and melting points of the
metallic components used. The materials thus obtained are
designated as Lag4SroeMngeAly 403 (LSMA-6,4), LageSro4-
Mng Al 405 (LSMA-4,4), LageSro Mng Algc0; (LSMA-4,6),
Lag 5510 sMng 75Alp 2503 (LSMA-5,2.5), and La, 551 sMng 5Aly 503
(LSMA-5,5).

© 2023 The Author(s). Published by the Royal Society of Chemistry
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2.2 Characterization

The formation, purity and crystallinity of the desired perovskite
oxygen carriers were assessed by performing X-ray diffraction
(XRD) analysis. A Philips PW1820 diffractometer with the
Cu Ko radiation (0.15418 nm, angular range 20 = 20-80°,
steps = 0.02 20, recording time = 2 s) was used. Standard
diffraction patterns (powder diffraction file PDF-2, Interna-
tional Centre for Diffraction Data, ICDD) were used to compare
and confirm the formation of the appropriate phase.

2.3 Thermochemical redox experiments

Thermochemical reduction and re-oxidation extents of the
perovskite oxides were determined by performing thermogravi-
metric analyses (TGA) using a SETARAM SETSYS Evolution
device (0.03 ug resolution) equipped with a platinum crucible.
Mass variations during reduction and re-oxidation steps were
continuously monitored as a function of temperature and time.
Prior to the redox experiments, blank runs were carried out to
eliminate the possible minor baseline drifts due to gas expan-
sion or buoyancy effects. Each analysis was performed using
approximately 100 mg of perovskite material in the powder
form. A thermal reduction step was performed under an Ar flow
of 0.020 NL min~" (99.999% purity, with <2 ppm O,) at a fixed
temperature of 1400 °C during 45 min of temperature plateau.
Subsequent re-oxidation step was performed under CO,
(50% in Ar) at 1050 °C for 60 min. All heating and cooling
steps followed a ramp rate of 20 °C min~'. The mass variations
were used to determine the number of moles of oxygen (no,)
released during thermal reduction (no, = Am.a/Mo,) and
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Fig.1 Wide angle powder XRD patterns observed for a series of
La,Sr1_xMn Al;_, Oz oxygen carriers synthesized using the Pechini method,
calcined at 1400 °C.
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number of moles of CO (ngo) produced during re-oxidation
(nco = Amoxj/Mo).

3. Results and discussion

Formation of the appropriate pure phase materials with signi-
ficant extent of crystallinity is one fundamental requirement for
obtaining the desired performance in mixed metal oxides.
Therefore, all the synthesized materials used in this study were
analysed initially by X-ray diffraction and the obtained diffrac-
tograms are shown in Fig. 1. The peaks observed in the wide-
angle region for La,Sr;_,Mn,Al,_,0; oxygen carriers calcined at
1400 °C were found to belong to the characteristic perovskite
structure and slight disparities in peak positions were in
accordance with the variations in the cationic constituents.
The average crystallite sizes of these materials were determined
by using the Scherrer equation. The resultant values varied
between 40 and 80 nm and are shown in Table 1. The B-site
composition seems to influence the crystallite size since a
steady increase was observed with regard to the amount of
aluminium incorporated in the material. Information regard-
ing the redox performance of these phase pure perovskites was
then gathered by carrying out thermogravimetric analysis.
At first, the mass variations during thermochemical reduction
(1400 °C) were continuously monitored (ESIL,} Fig. S1) and the
corresponding amount of oxygen released from these materials
were calculated. The obtained O, evolution profiles as a func-
tion of time are shown in Fig. 2(a). Numerical differentiation of
these profiles provided the maximum value for O, evolution
(thermal reduction) rates, and the profiles are given in the ESL,
Fig. S2. The amounts of O, evolved and the reduction rates
(Table 1) seem to depend on the amount of Sr in the perovskite
oxygen carrier. Apart from the lattice structural modifications,
the introduction of Sr in the A-site can result in an increase in
the formal oxidation state of Mn (between 3+ and 4+). This
change in the oxidation state can be an immediate justification
one could find for the experimental O, evolution trends. On a
detailed observation, LSMA-4,4 and LSMA-4,6 contain the same
amount of Sr (40%) in the structure, and the amounts of O,
evolved are 208 pmol g~ and 273 pumol g™, respectively.

In this case, the variation in the amount of O, evolved at
constant Sr concentration may be attributed to the changes in
the Al content in the B-site.

Furthermore, the variations in the amounts of O, evolved
were observed for LSMA-5,2.5 and LSMA-5,5 (395 pmol g~*
and 324 pmol g, respectively). Here, in contrast to the above
observations, the composition of the B-site (Al and Mn) also

Table1 Overview of La,Sr;_,Mn,Al;_, Oz oxygen carriers used, along with their redox performance during thermochemical reduction and CO; splitting

Crystallite O, evolved Maximum rate of CO evolved Maximum rate of
Material size (nm) (wmol g™ ") reduction (umol g~ ' s77) (nmol g™ ) re-oxidation (umol g~ ' s7)
Lay 5STo.sMng 75Alp.2503 (LSMA-5,2.5) 40.25 352 0.326 165 0.090
Lag ¢STo.4Mng 6Aly 405 (LSMA-4,4) 53.77 210 0.230 205 0.132
Lao 4STo, Mg 6Aly 405 (LSMA-6,4) 51.54 400 0.322 173 0.11
Lag 5ST.sMng sAly 505 (LSMA-5,5) 63.68 315 0.269 192 0.16
Lag ¢STo.4Mn 4Aly O, (LSMA-4,6) 77.60 267 0.226 204 0.153

© 2023 The Author(s). Published by the Royal Society of Chemistry
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Fig. 2 (a) O, evolution profiles derived from mass variation during thermo-

chemical reduction for La,Sr;_,MnAl;_, O3 oxygen carriers. Dashed line
represents the temperature variation during reduction (20 °C min~* up to
1400 °C). (b) CO evolution profiles derived from mass variation during CO,-
induced re-oxidation at 1050 °C.

cannot provide a satisfactory explanation for the observed
trends. From these results, it can be concluded that rather
than variation in the amount of one or more cationic constitu-
ents in the composition, the material as a whole synergistically
contributes towards the release of oxygen from the perovskite
lattice. After achieving a significant extent of reduction, each of
these materials was subjected to re-oxidation (isothermal) in
the presence of CO, (ESL+ Fig. S1). Here again, the mass
variations during re-oxidation (1050 °C) were used to obtain
the amounts of CO produced, along with the values of CO
evolution (re-oxidation) rates. The obtained CO evolution pro-
files as a function of time are shown in Fig. 2(b). Even though
the amounts of CO produced remain smaller in comparison
with the amounts of oxygen evolved during reduction (ie.,
nCO < 2-n0,) (Table 1), the trends observed for re-oxidation
reflected the observed pattern for oxygen evolution. Interest-
ingly, the materials exhibiting superior efficiency for O, evolu-
tion were found to be the least effective for CO, splitting
(reversed trend) under the conditions used in the present study.
In other words, the extent of thermochemical reduction cannot
be considered as the sole decisive parameter controlling the
CO, splitting activity of these oxygen carriers. Apart from the
cation composition, no parametric alterations were involved
either during the synthesis or during the thermochemical redox
experiments for the La,Sr;_,Mn,Al,_,0; perovskites. Therefore,
the observed discrepancies in gas evolution and the corres-
ponding reaction rates can be attributed to the changes in
composition of the oxygen -carriers. Distorted structures
induced by cation element substitution can promote oxygen
vacancy formation in the crystal lattice and lower the activa-
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tion energy of electron and oxygen ion transfer for the CO,
reduction reaction.

Surface analysis on a series of La,Sr;_MnyAl,_,0; by Ezbiri
et al. previously indicated Mn as the redox active element,
similar to aluminium free La,Sr; _,MnQ;.”” Therefore, an approxi-
mate evolution of the Mn oxidation state in these materials can
be derived from the mass variations obtained during thermo-
chemical redox experiments. Assuming complete oxidation dur-
ing calcination, the formal oxidation state of manganese can be
calculated and was found to be close to +4 for all the materials.
Thus, during thermochemical reduction, the highest oxidation
state fraction of manganese transforms firstly into Mn**, and
subsequently to Mn>*. Since both A and B-site compositions were
varied simultaneously, the Mn state in fully oxidized (fresh)
materials was not significantly different. In other words, when
varying the amount of a single cation, the corresponding changes
in the oxidation state are more evident. However, when the
amounts of two cations (here Sr and Al) are simultaneously varied,
the overall effect is compensated partially. The changes in
the manganese oxidation state during O, and CO evolution
as a function of time are given in Fig. 3. For LaJ'Sr;_,>*-
Mn,""Al,_,>'0;>7, the oxidation state of the redox active Mn
element is calculated using the following equation (assuming
that Mn is the only reducible cation in the B site that participates
in the redox reactions).

yxn=[3x2]-[(xx3)+((1—-x)x2)+ (1 -y x3)]

1)

Both the amounts of Sr and Al were found to influence the
Mn oxidation state of the fresh perovskite oxides. Up to 40% Al
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Fig. 3 Evolution of the manganese oxidation state during the (a) thermo-
chemical reduction under Ar and (b) re-oxidation under CO,, for
La,Sr1_Mn,Al;_, Oz oxygen carriers.
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and 50% Sr in the structure, the oxidation state of manganese
remained +3.67, whereas it was +4 for the remaining materials.
The final Mn oxidation state after thermochemical reduction
varied depending on the overall composition of the perovskites.
For example, LSMA-4,6 and LSMA-4,4 had different initial
oxidation states for manganese (+4 and +3.67, respectively)
and different extents of variation in oxidation states (0.35 and
0.25, respectively). Interestingly, re-oxidation with CO, did not
bring back the Mn oxidation states to the initial values. Clear
distinctions were observed in the final Mn oxidation states,
depending on the value at the beginning of CO, splitting.
However, the extent of variation remained constant (0.14), except
for LSMA-6,4 and LSMA-5,2.5 (0.11 and 0.09, respectively). This
could be the reason for the observed smaller difference in
amounts of CO produced in comparison with the amounts of
oxygen evolved during reduction.

Several parameters can be affected by the changes in the size
and amount of cations in perovskites. Even though it is widely
accepted that an ideal perovskite structure is cubic, cation
mismatch can induce deviations.'®?° In reality, a majority of
perovskite oxides exist with structural distortions in the crystal
lattice (orthorhombic, rhombohedral, etc.) to some extent.
One simple parameter considered as a measure of such devia-
tions called tolerance factor (z) was earlier proposed by
Goldschmit.>®>* It is estimated based on the size and amount
of the cationic components along with oxygen, constituting the
entire perovskite composition, as shown in eqn (2).

T =[Ra-X + Ra(1 — X) + RoJ/\/2:[Re-y + Re-(1 — y) + Ro]
(2)

Here, Ry represents the ionic radii of atoms constituting the
AA,_'B)B;_,'O; structure. A cubic perovskite structure is
usually identified by a value of unity for the tolerance factor.
However, stable orthorhombic or rhombohedral variants can
exist with lower values of t (between 0.75 and 1) and, for values
slightly higher than unity, hexagonal distortions are commonly
observed. Structural anomalies thus arise and can have some
impact on the crystal symmetry, oxygen mobility and may
thereby influence the O, release/uptake in these materials.
In the present study, T values were calculated using the ionic
radii data tabulated by Shannon®' and the values varied
between 0.98 and 1.005. A graphical representation of O,
evolution as a function of tolerance factor (Fig. S3, ESIt)
resulted in a random distribution without displaying any
specific tendencies, indicating that this parameter seldom
defined the thermochemical reduction of La,Sr;_,Mn,Al;_,0;
series. Moreover, a similar distribution was obtained for
reduction rates. On the other hand, the amounts of CO evolved,
and the corresponding re-oxidation rates exhibited compara-
tively better correlation, displaying a slightly increasing trend
when plotted as a function of the tolerance factor, as shown in
Fig. 4. Here, one might probably conclude that a lesser devia-
tion from the ideal cubic structure is favouring thermochemical
re-oxidation in the presence of CO, in these materials. It is to be
noted that the observed tendencies of CO evolution were nearly
opposite to the ones observed during thermochemical O,

© 2023 The Author(s). Published by the Royal Society of Chemistry

View Article Online

Paper
260 5 LSMA-4,6
' 1(a LSMA-4,4 -4,
=200 -:( ) AR -
%150 %LSMA-S,Z.i LsMA-64 FSMAS
b= ]
2100 A
° ]
2 50 E
8 0 ] UM B B B B S B S B B B B B B B B B
0.986 0.991 0.996 1.001 1.006
Tolerance factor (7)
— 0.2 E(b) LSMA-5,5
g 15 LSMA-4.4 foed
w 1 b - o .
Z ] LSMA-4,6
g 014 -7 f
g T § LSMA-6,4
2005 - LSMA-52.5
& ]
0 ] LN B S B R B B SR B B B B B B B B B R
0.986 0.991 0.996 1.001 1.006

Tolerance factor (1)

Fig. 4 Amounts of CO evolved (a) and re-oxidation rates (b) as a function
of tolerance factor for La,Sr1_,Mn,Al;_, O3 oxygen carriers.

evolution (Fig. 2), indicating that the mechanism involved
can be similar. However, since such a resemblance is not
observed for reduction and re-oxidation while using tolerance
factor as a descriptor, the trends observed during re-oxidation
cannot be considered conclusive.

One frequently used metric to define the anion (0*) migra-
tion in perovskites is the critical radius (R.), which is defined as
the radius of a 3D spherical region, involving two A-site cations
and one B-site cation.>**> R, depends on the radii of cations
constituting the structure and can be calculated using the
following eqns.

R. = [3/4ay” — Ry® + Ry® — /2aoRz)/[2(Rs — Rg) + /240]

(3)
ap = 2.15Ry + 2.47 — 1.40 (v ' — 1) (4)

Here, a, is the pseudo cubic lattice parameter. In general, an
increase in R, values indicates an increase in the volume of 3D
space designated for the mobility of oxygen in the lattice,
assuming that the effects of all other parameters influencing
bulk-surface oxygen transport are negligible. The R. values
obtained for the oxygen carriers used in this study varied
between 1.44 and 1.47 A. As shown in Fig. 5, the plot of the
amount of O, evolved as a function of the calculated values of
critical radius was found to be in agreement with the generally
expected trends. Better correlations were observed for the
values of O, evolution rates, indicating the effectiveness of R,
to describe the O, evolution in La,Sr;_,Mn,Al;_,0; oxygen
carriers. Therefore, further attempts were made to comprehend
the role of R. in CO, splitting by these materials and the
obtained profiles are shown in Fig. S4 (ESIt). In this case,
despite the observed superior correlations, both the amounts of
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CO evolved and the corresponding re-oxidation rates were
found to sharply decrease with an increase in R, indicating
that lower values of R, would favour superior oxygen transport,
which is unreasonable. Afterwards, the critical radius per unit
cell volume (R.-u) was also used to correlate the O,/CO evolu-

tion (Fig. 6 and Fig. S5, ESIf). In this case, the trends and
correlations were found to be consistent for CO evolution,
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Fig. 6 Amounts of CO evolved (a) and re-oxidation rates (b) as a function
of critical radius per unit cell volume for La,Sr;_Mn,Al;_, O3 oxygen
carriers.
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whereas the amount of O, evolved was found to decrease with
an increase in R.-u and hence, such a trend was irrational.
In short, these results cannot satisfactorily explain the observed
reversed O,/CO evolution profiles (Fig. 2). Therefore, the critical
radius cannot be considered as a reliable parameter for
portraying the thermochemical redox properties of the perovs-
kite series used in this study. Another geometric parameter that
could represent the oxygen transport properties in perovskite
oxides is the lattice free volume (Vy).**7***%*” This is defined
as the difference between the total unit cell volume and the
volume occupied by the elemental components in the structure.
The activation energy for bulk to surface (or vice versa) oxygen
transport can be lowered by an increased availability of the free
space in the lattice. The calculated values of free volumes and
specific free volumes (free volume per unit cell volume, V%.S)
were used to correlate the observed trends in O,/CO evolution
and the corresponding reaction rates (Fig. S6-S9, ESIT). Overall,
an increase in geometric parameters (R. and Vi) indicates
an increase in the available path for ion migration, thereby
favouring oxygen release/uptake. However, the observed trends
reported in Fig. S4, S5 and S7 (ESIt) indicate otherwise.
Similarly, regarding specific free volume (ESIL, Fig. S8 and
S9), the values of gas evolved (O, and CO respectively) varied
for same values of Vi.S. Because of such unrealistic trends,
geometric parameters can be considered inappropriate to
describe the thermochemical redox behaviour of the perovskite
oxygen carriers used in this study.

In reality, apart from the aforementioned geometric con-
siderations, the perovskite structure and stability rely on other
cation dependent parameters such as electronegativity and
metal-oxygen bond strength.'””'® Electronegativity () is the
measure of the tendency of an atom to attract nearby electrons
towards itself. The lower the value of electronegativity of the
element, the higher will be the ability of the attached oxygen
atom to draw the bonding electrons, thereby influencing the
thermochemical redox properties of perovskite oxides. In this
study, based on previous reports,'” we initially tried to correlate
the values of B-site electronegativities (yg), with the amounts of
O, released and the corresponding reaction rates. The molar
average of electronegativities of the B-site cationic constituents
on the Pauling scale was used.’® For La,Sr;_,MnyAl,_,0;, the
values of electronegativities were calculated using eqn (5)—(7).

XA:xXXLa-F(l*x)XXSr (5)
Y8 =Y X fvn + (1= Y) X Zal (6)
AaB = Xa 1 1B )

As shown in Fig. S10 (ESIt), the correlations obtained were
not appropriate to portray the O, evolution behaviour. For
instance, different values of O, evolution were obtained for
the same value of electronegativity in the case of LSMA-4,4 and
LSMA-6,4. Similarly, A-site electronegativities (y,) were also
found not suitable to depict the amounts of O, evolved and
reduction rates (Fig. S11, ESIt). Therefore, we calculated the
overall cation electronegativity (y,g) of the entire cationic

© 2023 The Author(s). Published by the Royal Society of Chemistry
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Fig. 7 Amounts of O, evolved (a) and reduction rates (b) as a function of
overall electronegativity of cationic components for La,Sr;_Mn,Al;_, O3
oxygen carriers.

components incorporated in the La,Sr;_,MnyAl, _,05 according
to eqn (7). Interestingly, in this case, a clear decrease in values
of O, evolved and reduction rates was observed with an increase
in overall cation electronegativity. Very good correlations were
observed for the experimental trends with the calculated values
of yag, as shown in Fig. 7. As mentioned above, an increase in
7ap indicates a decrease in metal-oxygen bond polarity, thereby
hindering oxygen vacancy formation, among the series of
La,Sr;_,MnyAl, _, O3 oxygen carriers studied. Furthermore, the
impact of cation electronegativities for CO evolution was also
assessed. In this case, the amount of CO evolved was directly
proportional to y,g and superior correlations were observed, as
shown in Fig. 8. This is exactly reverse to the trends observed
during O, evolution, which hence satisfactorily explains the
behaviour of O,/CO evolution shown in Fig. 2. In short,
the calculated values of overall electronegativities effectively
predict the thermochemical reduction and CO, induced
re-oxidation for the series of oxygen carriers considered in this
study, thus clearly indicating the existence of synergy between
the cationic components in the oxygen carriers.

Metal-oxygen bond energy (i) represents the energy
required to break metal-oxygen bonds and hence can be consi-
dered as an effective parameter reflecting the oxygen transport
in perovskite oxides. In other words, the calculated values of A
reflect the binding energy of oxygen with A/B-site metal cations
in the perovskite lattice. Several studies previously used the
calculated values of average metal-oxygen bond energies as a
tool to describe the behaviour of perovskites as catalysts,
electrolytes, etc.’>**%* In the present study, metal-oxygen
bond energy (1) was calculated using eqn (8), where Cy is the
coordination number of the metal, AHy is the heat of formation
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of M,, 0, (M = A or B), AH; is the heat of sublimation of the
metal and D, is the dissociation energy of oxygen.*'*?

Jm-o = (1/Cxm)-[AH; — m-AHg — (n/2)-Dy) (8)
a0 =% X Jpaot (1 — X) X Asro0 9)

I8-0=Y X Jvn-ot (1 —)) X Zai-o (10)

First, we tried to correlate the values 15 o and /g o separately
with the amounts of O, released and the thermal reduction
rates. The values of ionic radii of the cationic constituents
compiled by Shannon®' were used for calculating the molar
average of metal-oxygen bond energies using eqn (8)-(10) and
the obtained profiles are shown in Fig. S14-S17 (ESIY). Indeed,
the values of bond energies corresponding to individual catio-
nic constituents were not sufficient to describe the behaviour of
O, evolution in these perovskites. For example, LSMA-5,2.5 and
LSMA-5,5 have same values of A,_o. However, the amounts of
oxygen evolved from them were different (ESI,¥ Fig. S14).
Therefore, we calculated the overall bond energies (1) com-
prising all the cations incorporated in A and B-sites of the
La,Sry_,MnyAl,_, O3 structure. In this case, an inverse relation-
ship was observed between oxygen evolution and A. Obviously,
oxygen release will be more facilitated by a weaker bond.

Satisfactory correlations were observed for the experimen-
tally observed O, evolution tendencies, as shown in Fig. 9.
In a similar manner, no specific influence was evident for
individual bond energies (1,0 and Az o) in CO, induced
re-oxidation.

In contrast, both the amounts of CO evolved and the re-
oxidation rates were very well correlated with the calculated
values of overall bond energies (1), exhibiting superior correlations,
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as shown in Fig. 10. Similar to the observations in the case of
electronegativity, a reversal in trends was visible for the distribu-
tions of O, evolution and CO evolution against /, in agreement
with the results in Fig. 2. This result further confirms the
suitability of overall bond energy as an effective descriptor for
thermochemical reduction and CO, induced re-oxidation for the
oxygen carriers investigated in the present study. Additionally,
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these results confirm the synergistic contribution of the individual
cationic constituents in depicting the thermochemical redox
properties. Thus, overall electronegativity (yap) and overall metal-
oxygen bond energy (1) are found to be the most suitable para-
meters for describing the thermochemical redox activity of
La,Sr;_,MnyAl;_,0; oxygen carriers. This was further confirmed
by a plot of bond energies as a function of cation electronega-
tivities. As shown in Fig. 11, the bond energy increased with an
increase in the values of electronegativity.

Tailoring the redox functionalities of oxygen carriers plays a
major role in advancing the thermochemical redox processes
for concentrated solar energy applications. Fundamental
understanding of the reaction mechanisms along with identifi-
cation of the crucial parameters controlling the redox behav-
iour will be a major objective in this regard. In mixed oxide
oxygen carriers, a seemingly facile approach will be the selec-
tion of appropriate cationic components in adequate concen-
trations. However, in perovskites, experimental determination
of appropriate formulations is rather complex considering the
plethora of elements that can occupy the cationic sites in
varying amounts. This offers the room for identifying a suitable
descriptor to carry out an initial screening while selecting the
formulation. Preliminary information regarding the formation,
stability and structural distortion in ABO; materials can be
obtained from the tolerance factor (t). A straightforward calcu-
lation of t can be achieved by using the ionic radii of the
constituents, (see eqn (2)). As mentioned before, the values of ¢
imply deviations from the ideal cubic crystal structure (t = 1).
Larger deviations from unity result in the collapse of the ABO,
structure, resulting in the formation of binary oxides or related
structural variants. It is to be noted that the thermochemical
release of lattice oxygen results in changes in the transition
metal oxidation state and hence the ionic radii during the
reaction. Therefore, initial selection of the cationic components
of the perovskite structure should be made with minimum
deviation from the value of unity for tolerance factor, so as to
accommodate structural variations during the reduction and
re-oxidation reactions. Among the series of oxygen carriers used
in this study, conclusive trends were not observed for O,/CO
evolution as a function of tolerance factor. Therefore, apart

© 2023 The Author(s). Published by the Royal Society of Chemistry
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from preliminary information regarding material formation
and stability, it can be concluded that this parameter has a
negligible influence to predict the redox behaviour of perovs-
kite oxygen carriers. In general, the thermochemical reduction
and the subsequent re-oxidation can follow different mecha-
nisms. The critical radius per unit cell volume was previously
found to identify the O, evolution behaviour whereas, CO,
splitting tendencies were better defined by the values of lattice
free volumes, among a series of A-site substituted perovskites
(La;_xA,Mn0;)."° In that case, only A-site composition was
varied, implying geometrical modifications as the predominant
consequence, and the redox active center (Mn) remained the
same. Moreover, no inverted trends were evidenced from the
0,/CO evolution profiles. In contrast, both A and B-site com-
positions in the perovskites were simultaneously changed in
the present study and thus variations in both structural aspects
and redox active sites were inevitable. This can be a reason why
parameters denoting structural changes (t, R., and Vi) alone
did not satisfactorily reflect the observed redox performance
trends.

Apart from structural parameters, bond polarity aspects
were also considered to correlate the thermochemical oxygen
release/uptake behaviour of perovskites. Indicating the presence
of synergistic interactions between the cationic components,
the molar average of electronegativities was found to correlate
well with O,/CO evolution trends. Similarly, the overall values
of metal-oxygen bond energy were also found to satisfactorily
correspond to the thermochemical redox reaction trends in
perovskite oxides considered in this study. Previous studies
indicated a composition dependence of oxygen vacancy
formation energy in perovskites, making them a favourable
choice as oxygen carriers for solar thermochemical fuel
production.'®****~*> Pearson cross-correlation analysis involv-
ing all the variables used in this study was performed separately
for solar thermal O, evolution and CO, splitting, and the
resultant correlation matrices are provided in Fig. 12. The
values of Pearson coefficients (r) generally vary between +1
and —1, where +1 indicate a direct linear correlation and —1
indicate an inverse linear correlation. Values above 0.80 (or
below —0.80) indicate strong correlation while the values closer
to 0 mean poor correlation.*®™*® Strong inverse correlations
were observed for the rates of oxygen evolution with overall
electronegativity and metal-oxygen bond energies, with r values
of —0.96 and —0.90, respectively. Similarly, strong direct linear
correlations were observed for the rates of CO, splitting with
overall electronegativity and metal-oxygen bond energies, with
r values of 0.78 and 0.91, respectively. It is to be noted here that
strong correlations were observed for other parameters also.
However, in this case, the condition for inverted trends in
0,/CO evolution was not satisfied. Therefore, bond polarity
can be considered as a simple and convenient parameter for
the initial selection of oxygen carriers in solar thermochemical
processes.

Varying the amount of Sr and Fe in A and B-sites, respec-
tively, was found to modify the oxygen vacancy formation
energy in perovskites. In La,Sr;_,Mn,Al;_,0;, substitution of

© 2023 The Author(s). Published by the Royal Society of Chemistry
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Fig. 12 Pearson correlation matrices indicating the relationship between
different parameters used for (a) oxygen evolution and (b) CO, splitting.

Sr** in the La®" site results in holes and shifts the Fermi energy
with respect to the O 2p band center. Also, the changes in the
Mn concentration in the B-site tunes the mixed Mn 3d-O 2p
band, accommodating a larger shift in Fermi energy. The
findings of the present study clearly show that the variations
in O, and CO evolutions were suitably described by the overall
cationic composition of the A and B-sites, at least for the series
of materials and reaction conditions used. Moreover, this study
proposes the use of bond polarity as indicated by cation
electronegativity or metal-oxygen bond energy as appropriate
metrics to screen multi-component perovskite oxides for appli-
cations in thermochemical redox reactions. In addition to
the material design criteria based on thermodynamic para-
meters,*® the use of such simple parameters can aid in the
preliminary selection of oxygen carrier compositions.

4. Conclusion

Perovskite structured oxygen carriers with varying amounts of
strontium and aluminium in the A and B sites, respectively,
were studied regarding their thermochemical O, evolution and
CO, splitting efficiencies. Since cation composition was the
sole variable throughout the redox experiments, the changes in
gas evolution tendencies can be attributed to the same. Cation
substitution can induce structural distortions in perovskite
oxides and can thereby influence the vacancy formation and
ion mobility in the crystal lattice. The factors selected in this
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study reflect the extent of such distortions and their influence
on the oxygen uptake and release during thermochemical redox
cycles. Geometric parameters such as tolerance factor (t),
critical radius (R.) and lattice free volume (Vg) were found not
to be suitable to depict the observed thermochemical redox
reaction trends. In contrast, direct relationships between the
calculated values of cation electronegativities (y) and metal-
oxygen bond energies (1) with experimental O,/CO evolution
were observed. In this case, an overall contribution incorpora-
ting all the cationic constituents was found to be necessary.
Lower values of overall cation electronegativities (or metal-
oxygen bond energies) favoured oxygen release from La,Sr; ,-
MnyAl,_,0; oxygen carriers, whereas higher values favoured
oxygen uptake during CO, induced re-oxidation. The proposed
cation dependent parameters are expected to accelerate the
design of perovskite oxygen carriers for thermochemical redox
processes utilizing concentrated solar energy in the future.
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